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Abstract

Diamanti E, Mathieu S, Jeanneau C, Kitraki E,

Panopoulos P, Spyrou G, About I. Endoplasmic

reticulum stress and mineralization inhibition mechanism by

the resinous monomer HEMA.

Aim To investigate the expression of two endoplas-

mic reticulum (ER)-resident key chaperone proteins,

ERdj5 and BiP, under the influence of resinous mono-

mers and its relationship with the inhibition of miner-

alization caused by the monomer 2-hydroxyethyl

methacrylate (HEMA).

Methodology The ERdj5 and BiP expression was

studied in vitro, in primary human pulp cell cultures

after treatment with three different HEMA concentra-

tions at different time periods. Subsequently, the

expression of both the odontoblast markers dentine

sialoprotein (DSP) and osteonectin (OSN) was studied

in human pulp cells under the same conditions.

Results The ERdj5 and BiP expression was upregu-

lated in the pulp cells. DSP and OSN were largely dis-

persed in the cytoplasm in control cell cultures but

accumulated in a perinuclear area after exposure to

HEMA. Their expression levels were not affected.

Conclusions The increased expression of ERdj5

and BiP may reflect activation of ER stress. DSP and

OSN accumulation into the cells may lead to their

secretion arrest and inhibition of dentine matrix for-

mation. These events may elucidate the mechanism

by which HEMA inhibits the mineralization process.

Keywords: BiP, dentine sialoprotein, endoplasmic

reticulum stress, ERdj5, HEMA, mineralization,

osteonectin,resinousmonomers.

Introduction

Composite resins and other resinous materials such as

dentine adhesives and resin-modified glass–ionomer

cements are widely used. Several studies have shown

that one major concern in using resinous materials at

the dentine or pulp surface is the leaching of uncured

monomers and their subsequent effects on pulp cells.

Initially, this leaching is because of incomplete poly-

merization of the material and later on to their degra-

dation (Goldberg 2008). This leads to monomer

diffusion into the adjacent aqueous phase and then

through dentine to the pulp space (Gerzina et al. 1991,

Gerzina & Hume 1994). The cytotoxicity of resinous

monomers has been studied in vitro by numerous inves-

tigations and it has been shown that the degree of their

cytotoxicity depends on their concentration (Bouillagu-

et et al. 1996). The remaining dentine thickness is also

a critical parameter for the degree of monomer diffu-

sion across dentine (Hume & Gerzina 1996).
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2-hydroxyethyl methacrylate (HEMA) is a com-

monly used monomer compound of resin-based restor-

ative materials, and studies have shown leakage of

unpolymerized HEMA from restorations, primers and

adhesives (Gerzina & Hume 1996, Geurtsen et al.

1998a, Kaga et al. 2001). HEMA can diffuse rapidly

across dentine towards the pulp because of its small

molecular weight and high water solubility (Bouillaguet

et al. 1996, Hume & Gerzina 1996). The ID50 of HEMA

varies from 0.19 to 12 mmol L�1 depending on the

types of assays and cells used (Yoshii 1997, Geurtsen

et al. 1998b, Ratanasathien et al. 2007). HEMA in vi-

tro can cause DNA damage, which may lead to cell

death by apoptosis (Paranjpe et al. 2005, Samuelsen

et al. 2008, Pawlowska et al. 2010). Various signalling

mechanisms have been implicated in the apoptotic pro-

cess including reactive oxygen species (ROS) formation

and differential MAP-kinase activation (Spagnuolo

et al. 2004, Samuelsen et al. 2007). The depletion of

the important antioxidant glutathione and the induc-

tion of oxidative stress are proposed as being mainly

responsible for the cytotoxic effects of high HEMA con-

centrations (>1 mmol L�1) (Chang et al. 2005, Lee

et al. 2006).

The effects of rather high monomers concentrations

after a short-time exposure that are described in most

of the relevant studies may correspond to the initial

phase after the application of a resinous material in a

cavity. When this cavity is a deep dentinal cavity or

the material is applied directly onto the dental pulp

during a pulp capping procedure, these observations

are amplified (Bouillaguet et al. 1996). In this case,

even low monomer concentrations may have a con-

siderable impact. It is also known that residual mono-

mer leakage continues for long periods (Bouillaguet

et al. 1996, Gerzina & Hume 1996). To understand

the intracellular action mechanisms of monomers

under these conditions, low monomers concentrations

have been used in studies in vitro (Bouillaguet et al.

2000, Noda et al. 2002).

It has been shown that when resinous materials are

applied in a close proximity or direct contact with the

pulp tissue, the monomers can interfere with dentine

regeneration. Some authors have supported this proce-

dure (Cox et al. 1996), but most investigations demon-

strated a severe inflammation and a complete absence

of mineralization even after 2 months (Hebling et al.

1999). During pulp healing, pulp progenitor cells may

differentiate into odontoblast-like cells, which subse-

quently start to secrete the matrix of reparative den-

tine. The resinous monomers may play a role in the

phenomena that lead to odontoblast differentiation

indispensable to pulp repair. Indeed, a decrease induced

by another common monomer (triethylene glycol di-

methacrylate – TEGDMA) in the expression of genes

involved in dentine synthesis in vitro was reported

recently by investigating marker genes such as colla-

gen I, alkaline phosphatase (ALP), bone sialoprotein,

osteocalcin, Runx2 and dentine sialophosphoprotein

(DSPP) (Galler et al. 2011). Moreover, previous work

has revealed that the expression of proteins including

collagen I, osteonectin (OSN) and dentine sialoprotein

(DSP), which are involved in mineralization, decreased

after exposure to low concentrations of HEMA (1–

10 lmol L�1) for 4 weeks (About et al. 2002). DSP is a

key protein involved in the initiation and regulation of

dentine mineralization. It is believed to play a regula-

tory role in the mineralization of reparative dentine

and it serves as a specific marker for odontoblasts (But-

ler & Ritchie 1995, Bègue-Kirn et al. 1998, Papagera-

kis et al. 2002, Wei et al. 2007).

The inhibition of mineralization caused by HEMA

led to the hypothesis that the secretion of proteins

indispensable for the process of mineralization could

be in some way hindered at the intracellular level.

This could involve the endoplasmic reticulum (ER)

compartment as this is where a tightly regulated

quality control system determines the secretory pro-

teins fate. Specifically, the ER is responsible for protein

folding and the recognition and selection of the pro-

teins that are potentially cytotoxic and must be trans-

located to the cytosol for disintegration. When the ER

sorting capacity is reached, unfolded or misfolded pro-

teins accumulate in the ER, leading to a situation

known as ER stress (Marciniak & Ron 2006, Anelli &

Sitia 2008). Changes in the cell redox state (oxidative

stress), amongst several other stimuli, are a main

cause of ER stress. The cell adaptive response to ER

stress is an intracellular signalling cascade named

Unfolded Protein Response (UPR). The UPR inhibits

protein synthesis and induces protein folding and deg-

radation pathways (Ron & Walter 2007). The

increase in the protein folding capacity of the ER is

achieved mainly by inducing the expression of ER

chaperones. These are proteins endowed with oxidore-

ductase activity that catalyse the formation, isomeri-

zation and reduction in disulphide bonds in proteins

that are undergoing folding and quality control.

Amongst ER-resident chaperones, ERdj5 is a key

chaperone, member of a family with seven proteins,

which features a unique combination of domains

including a J domain at the N-terminal point, a



protein disulphide isomerase (PDI)-like domain and

six thioredoxin domains with active CXXC motifs. Like

other ER-resident proteins (BiP, PDI), ERdj5 also pos-

ses the conserved ER retention sequence KDEL at the

C-terminal point (Cunnea et al. 2003, Hagiwara et al.

2011). ERdj5 is ubiquitously expressed and particu-

larly abundant in tissues with high secretory activity

like pancreas and testis. In the oral cavity, ERdj5 is

highly expressed in the epithelium and the sublingual

salivary glands (Cunnea et al. 2003). ERdj5 expres-

sion is induced under ER stress conditions, upregulated

by UPR and can sensitize cells to ER-dependent apop-

tosis, by abolishing eIF2a phosphorylation through

inactivating the PERK kinase (Thomas & Spyrou

2009). It has been shown that ERdj5 is connected

to the UPR response and is necessary for the ER-asso-

ciated degradation (ERAD) of misfolded proteins

through its physical and functional interaction with

EDEM1 (ER degradation-enhancing a-mannosidase-

like protein) and BiP (Ig heavy-chain-binding protein),

an Hsp70 family molecular chaperone (Dong et al.

2008, Ushioda et al. 2008, Ushioda & Nagata 2011,

Hagiwara & Nagata 2012).

The goal of the present study is to elucidate the

mechanism of inhibition of mineralization by the res-

inous monomer HEMA. It is hypothesized that the

inhibition of DSP and OSN secretion by HEMA may

be due to a condition of ER stress and activation of

the UPR pathway. Therefore, the expression of ERdj5

and BiP, ER-resident key chaperone proteins involved

in the UPR, was investigated in vitro under increasing

HEMA concentrations at different short-time periods.

The intracellular fate of DSP and OSN was also

checked under the same conditions.

Materials and methods

Culture of dental pulp cells

Normal immature impacted third molars freshly

extracted from 16- to 18-year-old patients were used

after informed consent was obtained in compliance

with the French and Greek legislation. Immediately

after extraction, the teeth were swabbed with sterile

gauze, cut with a diamond bur in two pieces and

then transferred into a culture hood to perform the

rest of the procedures under sterile conditions. The

dental pulps were removed with forceps and then

minced into tiny pieces with scalpels. The explants

were cultured in DMEM medium (Lonza, Basel,

Switzerland) supplemented with 10% foetal bovine

serum (Gibco, Invitrogen, Life Technologies Co., Carls-

bad, CA, USA), 100 UI mL�1 penicillin, 100 lg mL�1

streptomycin (Lonza), 0.25 lg mL�1 amphotericin B

(Fungizone®, Gibco, Invitrogen) and 2 mmol L�1

b-glycerophoshate (b-GP) (Sigma Chemical Co., St

Louis, MO, USA). The cultures were maintained at

37 °C, 5% CO2 and 95% air. The culture medium

was changed every other day. Confluent cultures

were collected by trypsination (trypsin/EDTA, Lonza)

and subcultured. All experiments were performed

when cells were between 3rd and 5th passage.

HEMA treatment

To evaluate the effect of HEMA on the expression of

ERdj5, BiP, DSP and OSN, the cultured cells were incu-

bated with medium containing HEMA (97%, Sigma

Chemical Co., CAS 868-77-9) at 10 lmol L�1,

50 lmol L�1 or 100 lmol L�1 for 15 min and 1 h.

The incubation with HEMA was carried out after tryp-

sination and subculture of cells cultured with

2 mmol L�1 b-GP for 2 weeks.

Western blot analysis

Whole cell lysates were prepared by adding lysis buffer

(HEPES 10 mmol L�1, NaCl 200 mmol L�1, MgCl2
2.5 mmol L�1, CaCl2 2 mmol L�1, EDTA 5 mmol L�1,

Triton X-100 1.5%). The protein concentration was

determined with Bradford reagent (Sigma Aldrich Co.,

St Louis, MO, USA). Proteins (30 µg per sample) were

resolved on polyacrylamide gels (NuPage® Novex 4–

12% Bis-Tris Gel 1.0 mm 10 wells, Invitrogen),

transferred onto nitrocellulose membranes and probed

with either the anti-DSP rabbit antibody (Santa Cruz

Biotechnology, Inc., Santa Cruz, CA, USA, 1/200), the

anti-ERdj5 rabbit antibody (Proteintech Group, Inc.,

Chicago, IL, USA, 1/500) or the anti-Glyceraldehyde-3-

Phosphate Dehydrogenase (GAPDH) mouse antibody

(Millipore, Billerica, MA, USA, 1/10 000). The incuba-

tion was performed overnight at 4 °C in TBS 1x supple-

mented with 0.05% Tween 20 and 5% dry nonfat milk.

Incubation with the secondary antibodies followed for

2 h at room temperature (RT). A goat anti-rabbit IgG-

HRP was used for ERdj5 and DSP (dilution 1/2000)

and a goat anti-mouse IgG-HRP for GAPDH (1/2500)

(both from Santa Cruz Biotechnology). The proteins

were visualized using ECL Western blotting detection

reagents (Pierce ECL Western Blotting Substrate, Ther-

moScientific, Rockford, IL, USA). Each experiment was

conducted in triplicate. Quantification of the optical



density of the protein bands on the films was performed

by Image J software (NIH, Bethesda, MD, USA). Nor-

malization of the data was obtained by including a

common sample in every electrophoresis. Statistical

analysis was carried out with the SPSS 16.0 software

(IBM, Armonk, NY, USA). The results are expressed as

mean values of the ratio of the optical density of ERdj5

or DSP to control GAPDH. One-way ANOVA was used to

check the statistical significant differences followed by

Tukey test for post hoc analysis. Values of P < 0.05

were considered as significant.

Immunofluorescence

Primary pulp cells were cultured in 8-well cell chambers

(BD Biosciences, Franklin Lakes, NJ, USA) at 30 000

cells cm�2. When 90% confluency was reached, cells

were treated with the medium containing HEMA at con-

centrations of 10 lmol L�1, 50 lmol L�1 or 100 lmol

L�1 for 15 min and 1 h. After treatment, cells were fixed

in 70% ethanol and kept at 4 °C at least for 1 h before

analysis. After washing with PBS, cells in the chambers

were incubated in PBS containing 0.5% BSA for 45 min

at RT and incubated overnight at 4 °C with one of the

following antibodies: anti-ERdj5 (rabbit polyclonal, Pro-

teintech, 1/200), anti-DSP (mouse monoclonal, Santa

Cruz, 1/200), anti-BiP (rabbit polyclonal, Acris Anti-

bodies, Inc., San Diego, CA, USA, 1/200) and anti-OSN

(mouse monoclonal, Takara Bio Inc., Otsu, Shiga,

Japan, 5 lg mL�1), all of them diluted in PBS contain-

ing 0.1% BSA. After washing with PBS and incubation

for 45 min with the fluorescent secondary antibodies

(goat anti-rabbit IgG FITC 1/500 and goat anti-mouse

IgG TRITC 1/800, all from Jackson ImmunoResearch

Europe Ltd, Newmarket, UK) at RT, cells were also incu-

bated with DAPI (Invitrogen, 1/2000) for nuclear

counterstaining. After mounting with Glycergel (Dako

Corporation, Glostrup, Denmark), the slides were kept at

4 °C and visualized with fluorescence (Leica DM IRE2,

Leica Microsystems, Wetzlar, Germany) or confocal (Le-

ica SP5, Leica Microsystems) microscope.

Results

In vitro effect of HEMA monomer on the

expression and localization of ERdj5 and BiP

chaperones in dental pulp cells

Human pulp cells were observed under phase contrast

microscopy under normal conditions (Fig. 1a) and after

1 h treatment with 50 lmol L�1 HEMA (Fig. 1b). Cells

had a fibroblast appearance and incubation with

HEMA did not alter their morphology. Under normal

control culture conditions, ERdj5 immunostaining, in

green, was characteristically located into the ER with a

wide granular distribution in the cytoplasm (Fig. 1c).

One hour after incubation with 100 lmol L�1 HEMA,

the distribution of ERdj5 was the same, however, an

obvious increase was observed in its expression, which

was seen in the form of accumulations (Fig. 1d). This

expression pattern was common for all HEMA concen-

trations used (10, 50, 100 lmol L�1). BiP showed also

a wide granular expression into the cytoplasm

(Fig. 1e), which was increased after HEMA treatment

(Fig. 1f), corresponding to accumulations into the ER,

similar to ERdj5.

To quantify the effect of HEMA on ERdj5 expression,

a western blot analysis of whole cell lysates was carried

out. An increase in ERdj5 expression can be observed

after 15 min and 1 h of incubation with HEMA

(Fig. 2a). Statistical analysis on three independent

experiments (Fig. 2b) revealed that this increase in

ERdj5 expression was significant after 15 min of treat-

ment only for the higher concentrations (50 and

100 lmol L�1) and after 1 h for all concentrations.

For 10 and 50 lmol L�1, the increase in the expression

was proportional to the length of the treatment, but for

100 lmol L�1, the maximum of the expression was

reached only after 15 min that then decreased after

1 h even if the difference was not significant.

In vitro effect of HEMA monomer on the

expression and localization of DSP and OSN in

dental pulp cells

Immunofluorescence was used to investigate the

localization of DSP and OSN into the cells before and

after HEMA treatment. Under normal culture condi-

tions, DSP and OSN expression were located in the

cytoplasm (Fig. 3a,c respectively). One hour after

incubation with HEMA, there was an obvious shift of

DSP and OSN expression into a perinuclear area

(Fig. 3b,d respectively). The effect was more evident

at the highest HEMA concentration (100 lmol L�1).

To quantify the effect of HEMA on DSP expression, a

western blot analysis of whole cell lysates was carried

out. No difference was observed in DSP levels even

after 1 h of treatment with different HEMA concen-

trations (data not shown).

To investigate in detail the translocation of DSP

after HEMA treatment, colocalization of ERdj5 and

DSP expression was investigated with confocal



microscopy. Figure 4a shows that under normal cul-

ture conditions, ERdj5 (in green) is localized into the

ER, exhibiting a granular cytoplasmic expression,

which is significantly increased after HEMA treatment

(Fig. 4b). DSP (in red) under normal conditions has a

punctiform cytoplasmic expression (Fig. 4a) whilst,

after HEMA treatment (Fig. 4b), it is translocated to a

perinuclear compartment.

Discussion

In this study, it was demonstrated that the inhibition

of mineralization by HEMA may be related to the

intracellular accumulation of DSP and OSN and the

subsequent inhibition of their secretion. The increase

in the expression of ERdj5 very quickly after the incu-

bation of primary pulp cells with HEMA indicates the

possible activation of ER stress mechanisms.

2-hydroxyethyl methacrylate has been shown to

interfere with several cellular processes. This mono-

mer together with other monomers (mainly TEGDMA)

has been directly implicated in vitro in the induction

of oxidative stress in cells via the production of ROS,

causing damage to DNA, proteins and lipids, which

lead to biological effects ranging from changes in

signal transduction pathways and gene expression

levels to cellular transformation and mutagenesis

(Stanislawski et al. 2003, Lefeuvre et al. 2005, Nocca

et al. 2010, Krifka et al. 2011). Consequently, the

presence of these monomers even at low concentra-

tions has several effects on cell survival, proliferation

and apoptosis (Spagnuolo et al. 2006, 2008, Schweikl

et al. 2008, Krifka et al. 2010).

The physiological process of pulp wound healing,

which includes the differentiation of pulp cells into

odontoblast-like cells and the secretion and deposition

of tertiary dentine, is also affected by the presence of

monomers. A recent study has shown that TEGDMA

leads to downregulation of genes coding for proteins

participating in the mineralization process (Galler

et al. 2011). Previous work has shown that the incu-

bation of primary pulp cells with low HEMA concen-

trations (1–10 lmol L�1) led to a reduced expression

and a decrease in the secretion of DSP, OSN and col-

lagen type I in the extracellular matrix and to a com-

plete inhibition of mineralization after a 4-week

(a) (b)

(c) (d)

(e) (f)

Figure 1 Fluorescent microscopic

analysis of HEMA effect on ERdj5

and BiP expression. Phase contrast

(PC) images of pulp cells under

normal conditions (a) or after

treatment with HEMA 50 lmol L�1

for 1 h (b). ERdj5 (c) and BiP

(e) expression, in green, under

normal pulp culture conditions are

covering a large area of the

cytoplasm, which can be identified

as the ER. One hour after incuba-

tion with 100 lmol L�1 HEMA, the

expression of both proteins are

increased (d and f, respectively).

Blue colour is DAPI staining in the

nuclei. Scale bar = 50 lm.



incubation period with b-GP (About et al. 2002). DSP

and OSN are proteins that characterize a mature

odontoblast, participating in one of its major func-

tions, the mineralization of the organic matrix of den-

tine. The choice to study these proteins instead of

others was based on their specificity and importance.

In the present study, it was demonstrated that the

incubation of primary human pulp cells with low

HEMA concentrations (10, 50, 100 lmol L�1)

resulted in the accumulation of DSP and OSN in a

perinuclear compartment. When HEMA was directly

applied in a primary pulp cell culture, an increase

was seen in the expression of ERdj5 and BiP, two ER

chaperones involved in ER stress, 1 h after HEMA

treatment even at the lowest concentration of

10 lmol L�1, which could be even lower at the intra-

cellular level, as shown recently (Nocca et al. 2010).

This may indicate the induction of an ER stress

response. After the incubation of pulp cells with

HEMA, a shift was also seen in the expression of DSP

and OSN from the cytoplasm to a perinuclear area

(ER). These observations indicate the possible retain-

ment of DSP and OSN into the cell because of the

general suspension of protein folding and processing

caused by the UPR response. In this case, DSP and

OSN may not be able to exert their physiological

function and the formation of the dentine matrix is

blocked. This may lead to the absence of any mineral-

ization, as was observed after the continuous incuba-

tion with HEMA for 4 weeks (About et al. 2002). A

continuous ER stress response and the induction of

UPR may explain these observations. Incubation of

cells with HEMA for shorter time periods as in the

present study may lead to a more transient effect. It

was interesting to notice that the increase in ERdj5

expression was already evident 15 min after incuba-

tion with the highest HEMA concentration

(100 lmol L�1), whilst it started to decrease 1 h after

incubation with the same monomer concentration.

This may imply a quicker onset of the ER stress

response, which afterwards begins to reverse, proba-

bly as a result of a successful activation of UPR. A

similar response should be expected for the lower

HEMA concentrations with a slight time shift.

It is known that under a cavity with a resinous fill-

ing, pulp cells activity is upregulated and they start to

secrete the extracellular matrix of tertiary dentine

(Ferracane et al. 2010). At this point of their life, these

cells are becoming very secretive and therefore proba-

bly prone to the appearance of ER stress, which by defi-

nition is induced by a heavy duty of protein synthesis

and secretion. It is possible that under these conditions,

ER stress may appear as a periodical transient phenom-

enon elicited by the continuous leach of resinous

monomers. The extent of the insult, though, could per-

mit finally the restoration of the ER homoeostasis and

the normal proceeding of tertiary dentinogenesis.

Endoplasmic reticulum stress has gained a great

interest lately because of its speculated correlation

with very important events such as cell life cycle and

fate. It is a complicated phenomenon with many

pathways involved each of which may interfere with

several cellular processes. The induction of ER stress

by HEMA may be related to the fundamental role of

oxidative stress in its action mechanism. Recent

evidence suggests the existence of a close inter-

relationship between ER stress and oxidative stress.

Protein folding and generation of ROS as a byproduct

of protein oxidation in the ER are closely linked

events, whilst activation of UPR occurs also as a

response to oxidative stress as an adaptive mechanism

(a)

(b)

Figure 2 Quantification of HEMA effect on ERdj5 expression.

Western blots (a) show the expression of ERdj5 15 min and

1 h after exposure of primary human pulp cells to different

HEMA concentrations. GAPDH was used as a control (house-

keeping gene). In histogram (b), results are presented as the

mean ratio of the optical density of ERdj5 bands to

GAPDH ± SE. *Denotes statistical significant differences

between different HEMA concentrations at each time point,

whilst # denotes statistical significant differences at each

HEMA concentration between the different time points.



to preserve cell function and survival (Malhotra &

Kaufman 2007). However, to elucidate the exact role

of the ER stress under the influence of resinous

monomers, further research is required. This should

include other proteins that are known to participate

in ER stress mechanisms such as proteins related to

the ER stress-related (UPR) signalling cascades (PERK,

IRE1a, ATF6). Especially the axis PERK/eIF2a/ATF4
could be of special interest as the ATF4 (activating

transcription factor 4) may be involved in osteoblast

differentiation and bone formation (Franceschi et al.

2009, Saito et al. 2009).

Conclusions

Controversy exists concerning the safety of direct

pulp capping with resin materials. A serious concern

arises because of the inhibition of mineralization

provoked by the resinous monomers. This study

shows that this may be related to an entrapment of

DSP and OSN into the cell. This prevents the proteins

from participating in the physiological process of

dentine regeneration. The results also provide evi-

dence that an aspect of HEMA cytotoxicity may be

related to the induction of ER stress in the pulp cells.

Understanding the mechanism by which monomers

leaching from resinous materials interfere with the

regeneration of the pulp-dentine complex can help

develop new methods for contemporary dental treat-

ment which will incorporate ways of avoiding the

adverse effects of the existing resinous materials.
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Bègue-Kirn C, Krehsbach PH, Bartlett JD, Butler WT (1998)

Dentin sialoprotein, dentin phosphoprotein, enamelysin

and ameloblastin: tooth-specific molecules that are distinc-

tively expressed during murine dental differentiation. Euro-

pean Journal of Oral Sciences 106, 963–70.

Bouillaguet S, Wataha JC, Hanks CT, Ciucchi B, Holz J

(1996) In vitro cytotoxicity and dentin permeability of

HEMA. Journal of Endodontics 22, 244–8.

Bouillaguet S, Wataha JC, Virgillito M, Gonzalez L, Rakish

DR, Meyer JM (2000) Effect of sub-lethal concentrations of

HEMA (2-hydroxyethyl methacrylate) on THP-1 human

monocyte-macrophages, in vitro. Dental Materials 16, 213

–7.

Butler WT, Ritchie H (1995) The nature and functional sig-

nificance of dentin extracellular matrix proteins. Interna-

tional Journal of Developmental Biology 39, 169–79.

Chang HH, Guo MK, Kasten F et al. (2005) Stimulation of

glutathione depletion, ROS production and cell cycle arrest

of dental pulp cells and gingival epithelial cells by HEMA.

Biomaterials 26, 745–53.
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