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Abstract  High ionic conductivity, low grain boundary impedance, and stable electrochemical

property  have become the  focus  for lithium–sulfur solid–state batteries  (ASSLSB). One  of

the  approaches  is to promote the rapid diffusion of lithium ions by regulating the chemical

bond interactions within the framework. The structure control of P
5+  

substitution for Sn
4+  

on

lithium-ion transport was explored for a series of  Li3PS4–Li4SnS4  glass–ceramic electrolytes.

Results showed that the grain boundary impedance of the glass electrolyte was reduced after 
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heat treatments. The formation of LiSnPS microcrystals, a good superionic conductor, was 

detected by XRD tests. Electrochemical experiments obtained the highest conductivity of 

29.5 S cm
−1

 at 100 °C and stable electrochemical window from – 0.1 V to 5 V at 25 °C. In 

addition, the cell battery was assembled with prepared electrolyte, which is promoted as a 

candidate solid electrolyte material with improved performance for ASSLSB. 

Keywords: Sulfide solid electrolyte; Glass ceramics; Low grain impedance; All- solid-state 

batteries 

Introduction 

Electrochemical energy storage device such as Li second battery was believed to be the 

key technology for increasing requirement of pure electric vehicle, power backup device, and 

grid energy storage [1-6]. All-solid-state battery system was proposed to miniaturize the 

battery pack and improve the safety of battery [2]. Compared with the commercial Li
+
 

batteries, solid electrolytes exhibit comparable safe stability and energy density [2, 3]. 

Innovative sulfide electrolyte materials characterized by excellent ionic conductivity and 

wide stable electrochemical window have become the focus of ASSLSB. The sulfur solid 

electrolyte provided low elastic modulus and good formability due to its excellent ductility 

(Young’s modulus=20 GPa), expecting that the bulk impedance is markedly decreased by 

cold pressing [4, 5]. Moreover, most solid sulfur electrolytes (SSE) can be proceeded by 

simply mechanical milling to avoid unnecessary reactions between active materials and SSE 

during hot sintering [6]. 



 

 

Recently the typical sulfide electrolyte material as Li10GeP2S12 (LGPS) superionic 

conductor was explored by Kamaya et al. [7]. It provided a traditional three–dimensional 

framework structure and ensured effective lithium-ion transport channels. Moreover, the 

ionic conductivity is comparable with the commercial lithium batteries up to 12 mS cm
-1

. 

However, Ge element as a raw material is relatively expensive and rare, limiting the 

commercialization of LGPS battery. Hence, high–conductivity, good electrochemical 

characteristics and low-cost SSE should be further explored [8-16]. Many researchers 

attempted to employ Sn or Si instead of Ge atom to construct similar structure for lithium-ion 

diffusion [17-25], which one of examples is the designed component of 

Li10+δ[SnySi1−y]1+δP2−δS12 SSE [20]. Successfully controlled of element replacement, the 

increased lattice volume promoted the high ionic conductivity of σ=1.1×10
−2

 S cm
−1 

at 25 °C. 

When atoms with small radius are replaced by large ones, the ion transport framework 

expands to increase the volume of diffused lithium ions, thus facilitating lithium-ion 

conduction in channels. In the system of Li10Ge1−xSnxP2S12 SSE, the variation of conductivity 

decreases contrary to the increase in lattice volume due to the change of the combination 

bond on the potential energy of moving ions [26,27]. Therefore, the nature of substitution 

effect is a serious problem in the ionic transition for lithium-ion battery and must be further 

clarified. 

    

  

     

In this work, the relatively cheap Sn element was used to completely replace the expensive

Ge to explore the designed (1+x)  Li3PS4–(2-x)  Li4SnS4  SSE.  The P/Sn ratio  was adjusted  to

control of the crystal bones for  evaluating  the rule of lithium-ion transition.  The  conversion

of PS4  and SnS4  structural tetrahedron  allows the control of  charge density surrounding Li
+



 

 

ions in the host framework. Ion’s transport was discussed in terms of the potential energy of 

the coordination environment. The results obtained the glass–ceramics with high ionic 

conductivity 2.1 mS/cm and good electrochemical property after heat technology at room 

temperature (25°C). In addition, the battery LCO/2.5Li3PS4–0.5Li4SnS4/Li was assembled to 

evaluate the cycle performance. It enabled the exploitation of ASSLSB with desirable 

electrochemical properties, which revealed the expected superiorities of these devices. 

2. Experiment 

2.1 Material Synthesis  

The sulfur solid electrolyte system of (1+x) Li3PS4–(2-x) Li4SnS4 (x =0, 0.5, 1, 1.5, 1.7) 

was synthesized through high energy mechanical ball milling and subsequent heat treatments. 

The initial materials including P2S5 (99 %, Aladdin), Li2S (99.9 %, Aladdin) and SnS2 

(>99%, Aladdin) were weighed according to the ratio. The mixed initial feedstock (3g) was 

placed in a 45 mL ZrO2 jar containing 12 ZrO2 balls and ground at 510 rpm for 30h. 

Mechanical ball milling of x = 1.5 sample was selected for the heat treatment in a quartz 

ampule, with 500 °C, 550 °C, 600 °C, and 650 °C for 72h. The heating rate was 2.2 °C/min, 

and the cooling rate was 0.6 °C/min. All the preparations and sample treatments were 

proceeded in an Argon gas environment (O2<0.1ppm, H2O<0.1ppm), including the synthesis 

and electrochemical tests.   

  



 

 

2.2 Structural Characterization 

X-ray diffraction (XRD) test was performed using Bruker D2 Phase analyzer (10 mA, 30 

kV) with Cu Kα radiation to determine the amorphous characteristic and crystalline state. 

Diffraction data was collected within the range of 10°–60 ° with 0.015° step size. A polymer 

film was used to prevent contact with air. Structural evolution was measured by Raman 

spectra equipped with an Ar ion laser (Renishaw In Via, Gloucestershine, UK) under the 488 

nm excitation. Thermogravimetric/differential thermal (TG/DSC) (Germany, NETZSCH 

STA 449F3) was performed using a thermal analyzer at a heating rate of 10°C min
-1

 to 

determine the crystallization temperature ( Tc ). And the morphology of 2.5Li3PS4-0.5Li4SnS4 

samples before and after heat treatment was observed by SEM (SEM, JEOL, JSM-7001F).  

2.3 Electrochemical Characterization  

The impedance was measured using the AC impedance method in the Ar atmosphere by a 

Solartron electrochemical workstation (type: PGSTAT302N, Metrohm). The SE particles were 

cold-pressed at 180 MPa (diameter=10 mm, thickness= 0.8 mm). Stainless–steel (SS) sheets 

were then placed on either side of the electrolyte sheet as current collectors. Conductivity was 

calculated based on the equation σ = D / (R×A), D expresses the thickness, A denotes 

contact area, and R stands for the resistance of pellets. Electrochemical window was evaluated 

for solid electrolyte by cyclic voltammetry. SS and lithium metal were used as the cathode and 

anode of the cell, and measurements were conducted using the Solartron 1287 electrochemical 

interface with 1 mV s
-1 

scanning rate from –0.1V to 5V on an asymmetric Li/2.5Li3PS4–

   0.5Li4SnS4  SSE  /SS cell.
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All-solid-state battery LiCoO2/2.5Li3PS4–0.5Li4SnS4 SSE/Li was prepared as follows. The 

cathode is comprised of LiCoO2 (99.9% Sigma–Aldrich), the 2.5Li3PS4–0.5Li4SnS4 SSE and 

conductive carbon. First, LiCoO2, carbon black and 2.5Li3PS4–0.5Li4SnS4 SSE with a ratio of 

14:1:5 were weighted and ground in an agate mortar for 5 min. Then, the mixture (2mg) was 

pressed into the particle bulk at 180 MPa. After the 2.5Li3PS4–0.5Li4SnS4 SSE (100 mg) was 

pressed into the particle bulk, the positive electrode was together pressed into double-layer 

particles under the same pressure. Finally, lithium foil was attached to one side of the 

double-layer particles with 90 MPa. The mixture served as the positive electrode, and lithium 

metal plate was regarded as the negative electrode. The LiCoO2/2.5Li3PS4–0.5Li4SnS4 SSE/Li 

cell battery was thus assembled and tested for charge–discharge process in glovebox. 

3. Result and Discussion 

3.1. Structural Characterization  

Fig. 1(a) displays the XRD patterns of samples after mechanical ball milling. Consistency 

was observed for all diffraction patterns, and several weak peaks near 19.8°, 29° and 46.5° 

indicated a crystallization tendency. Fig. 1(b) depicts the XRD pictures of the 2.5Li3PS4–

0.5Li4SnS4 SSE after heat treatments from 500 °C to 650 °C. All samples presented 

diffraction peaks at 14.2°, 19.7°, 20.1°, 26.4°, 29°, 36°, 40.7°, 46.5°, 50.7°, 51.2°, and 59.2°, 

which are in accordance with the crystalline phase of Li10SnP2S12 [6, 17]. Also, the part 

diffraction peaks are consistent with Li3PS4 phase which peaked at 17°, 25.7°, 28.7°, 29°, 

30.7°, 38.9°, 46.7°, 50.8°, respectively. It was indicated that the prepared electrolyte samples 

precipitated the high conductive phase similar to conductors Li3PS4 which contributed to the 

ions transport inside the network channels. Therefore, the sample structure was well 



 

 

crystalized, and a similar tetragonal structure was formed within the precipitated crystals. 

Moreover, the overall diffraction peaks exhibited a trend of first increase and then decrease 

with heat treatment. When the temperature was raised to 550 °C, the XRD peaks became 

sharp and strong, revealing a high crystallinity was formed. However, the XRD peaks near 

36° almost disappeared, and other peaks were weakened at 650 °C. It revealed that the 

optimal annealing temperature is 550 °C, which is hosted to the construction of network for 

lithium-ion transport. The crystallization temperature (Tc) of amorphized sample was 

measured by DSC to identify the optimum heat treatment temperature for glass-ceramics 

phases. As shown in Fig. S1 in the supplement file, the initial crystallization range of the 

2.5Li3PS4–0.5Li4SnS4 SSE sample is about 400-600 °C, which is basically selected as the 

heat treatment temperature range.  

Raman test was conducted to clarity the framework of electrolyte after mechanical ball 

milling and heat treatments. In Fig. 2(a), the spectra of samples after milling show obvious 

peaks at approximately 380, 418 and 430 cm
-1

. The peaks at 418 and 430 cm
-1

 were mainly 

caused by the stretching vibration of ν(PS4) tetrahedrons [17]. And the vibration mode of 

P2S6
4-

 units was contributed to the peak nearby 380 cm
-1

. With increase of P substitution, 

these above peaks presented enhanced vibration intensity. However, the intensity of the peaks 

at 418 cm
-1

 and 430 cm
-1 

significantly declined when x=1.7, probably owing to the 

transformation of different structural sites of PS4
3-

 tetrahedron [17, 28-32]. It indicated that 

PS4
3−

 units were easier formed at x=1.5 and linked to restructure after further addition. As 

exhibited in Fig. 2(b), the Raman spectrum of LiSn(Ge)PS were almost consistent with 

previous reports [7,17, 30-32]. After continuous heat treatment of 2.5Li3PS4–0.5Li4SnS4, the 

peaks intensity increased first and then descended as a whole. New peaks obviously appeared 

at 255, 285, 345, 405, 551 and 570 cm
-1

, which of the peak at 345 cm
-1

 was ascribed to the 

vibration of SnS4
4-

 tetrahedron [17, 33-34]. The peaks near 255, 418, 551, 570 cm
-1

 and the 
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broad asymmetric peaks in the 270–310 cm
-1

 range were mainly caused by PS4
3-

 tetrahedron 

vibrations [17, 30-32], that exhibited a most connection of SnS4 and PS4 for the crystalline 

structure [17]. While the characteristic stretching vibrations of P−S bonds at 384 and 406 

cm
−1

 were associated with the P2S6
4-

 and PS4
3− 

anions, respectively [30-32]. The enhanced 

vibration mode of PS4
3-

 units at 418 cm
-1

 suggested that large Li
+
 coordinated with sulfur 

involved in the ions transport process. 

3.2. Ionic Conductivities  

  

   

   

  

     

   

 

  

 

 

 

  

   

     

 

Fig.  3(a)  presents the impedance plots of all samples after milling. The impedance of the

samples decreases  first and then  increases  with addition of P  component.  It  was  mainly

attributed to the gradual  increase  of PS4
3-  

tetrahedral structures  identified  by the Raman

results.  However, the conductive crystal structure was destroyed by the excess P when  x=
1.7.

In this case, the  Li
+  

were most  transported inside  the  non-crystal  structure, leading to the

increased  impedance.  Fig.  3(b)  further provides the typical EIS profiles of  2.5Li3PS4–

0.5Li4SnS4  SSE  with  different  heat treatments. Impedance diagrams are usually composed of

semicircular arcs and oblique lines  (electrode grain and grain boundary)  [17, 24]. Herein, the

lacked  semicircle with only one slope at 550 °C was observed, indicating that the

contribution  of the grain resistance from  semi-circular arc is almost negligible. With increase

of heat  temperature, the value of the impedance  decreases  first and then  increases  obtaining

the  minimum impedance  of  50Ω, when the temperature increased to 650 °C, the impedance

value  then  increased which of the result  was  in accordance  with Raman analysis  that  the

declined  PS4  unit  as  conducive to lithium ions.  It has been reported  by  Tatsumisago M.  that  a

heat-treated Li2S–P2S5  glass-ceramic conductor realized an extremely high ionic conductivity



 

 

 

   

 

  

  

  

 

  

  

 

   

 

 

  

   

  

of 1.7 x 10
-2  

S cm
-1

. The optimum conditions of the heat treatment reduced the grain

boundary resistance and the influence of voids, increasing the Li
+  

ionic conductivity of the

solid electrolyte  [35].  Also, SEM  pictures  before and after heat treatment of 2.5Li3PS4–

0.5Li4SnS4  was supplemented in Fig. S2. For 2.5Li3PS4–0.5Li4SnS4, a small number of

crystals were precipitated  after  ball milling,  and the whole electrolyte was still in the glass

state with tendency of phase separation.  After 550  °C heat treatment, a large number of

crystals were precipitated, the contact between grains was closer and the density was

intensified, which reduced the grain boundary impedance and improved the ionic

conductivity.  In addition, the EDS spectra  in supplement  display  the elements are uniformly

distributed inside the sample before and after heat treatment, even better after heat

treatment.  Therefore, it was believed that the conductivity was optimized by modification of

the electrolyte component and further heat influence.  Fig.  3(c) displays the ionic conductivity

at different x values after mechanical ball mill and different heat treatment temperatures,

where the maximum ionic conductivity of 2.5Li3PS4–0.5Li4SnS4  SSE at 550℃  was  2.1×10
−3

S cm
−1

.

Electronic conductivity can be calculated by the formula σe  =  DI/SE, where D is the

sample thickness, S represents the contact area, E expresses the polarization  voltage, and I is

the electronic current.  A difference of seven orders of magnitude was found between electron

conductivity and ionic conductivity exhibit in Fig.  3(d). Therefore, the electronic conductivity

σe=1.02 × 10
−9  

S cm
−1  

was almost negligible, implying that the grain conductivity contributes

to the fast Li
+  

transport and is not caused by electronic conduction.  Fig.  3(e)  displays the

impedance value of  2.5Li3PS4–0.5Li4SnS4  SSE along with the temperatures, which was  high 



 

 

up to 29.5 mS cm
-1

 at 100 °C. Accordingly, the ionic conductivity showed good fitting on the 

basis of the Arrhenius Law. As shown in Fig. 3(f), the activation energy (Ea) values were 

calculated as 0.335 eV, 0.325 eV, 0.332 eV, 0.336 eV, respectively at 500-650 °C. The 

results showed that the activation energy was low to about 0.325 eV when heat treated at 550 

℃, which is a relatively low value compared with the result of the result of Li10SnP2S12 

(0.31eV) reported by Bron P. [24]. When the heat treatment temperature was properly 

controlled, crystal impedance was reduced, and ionic conductivity was enhanced. 

Consequently, the binding ability of sulfur atoms (P-S bond) could be adjusted to the nearby 

Li
+
 by optimization of Sn/P ratio in response to the migration of lithium ions [26, 27]. 

3.3. Cyclic Voltammetry 

According reports, there is usually a narrow electrochemical window (about 1.8~2.3 V vs 

Li
+
/Li) for chalcogenide solid electrolytes such as Li10GeP2S12 [12]. Fig. 4 evaluated the 

electrochemical stability of 2.5Li3PS4–0.5Li4SnS4 SSE by Cyclic Voltammetry (CV) in Ar 

atmosphere. The assembled battery adopted the stainless steel and lithium applied for the 

poles of working electrode. No significant redox reaction occurred at –0.1 to 5 V in CV 

curve, except for oxidation and reduction peaks at approximately 0 V (vs Li/Li
+
), which were 

attributed to the lithium ions dissolution (Li→Li
+
+ e

-
) and deposition (Li

+
+ e

-
→Li) [15]. It 

was believed that good electrochemical stability was obtained and the electrochemical 

window high up to 5V was realized. 

  



 

 

4. Structural Model of Li
+
 Transportation 

It is suggested that Li
+
 diffusion depends on the potential energy surface which of the 

distribution is decided by the interaction between the movable Li
+
 and the matrix including 

the electrostatic interaction between Li
+
 ions [26, 27]. As depicted in Fig. 5(a), the 

quadrilateral frame structure Li10SnP2S12 was composed of SnS4
4-

 and PS4
3-

 tetrahedral anions 

containing interstitial-state Li
+
 ions. The main frame structure provides channels for ion 

migration along the c direction, and Li
+
 alternately moves through Li(1) and Li(3) sites (Fig. 

5(b)), leading to the rapid ions diffusion [6, 19, 23]. In addition to the effect of structure 

control on electrical conductivity, the nature of the chemical environment around Li ions also 

influences its migration. Krauskopf proposed an idea for solid–electrolyte inductive impact, 

in which the bonding changes of the host frame in solid electrolyte modified the potential 

energy pattern of the mobile ions [26, 27]. In the crystal ceramic structure, the S atoms in the 

M–S (M=P, Sn) bonds are arranged on both sides of the c access channel. The polarity of 

Sn-S bond is greater than that of the equivalent P-S bond as schematized in Fig. 5(c). 

Therefore, the negative charge density of P-S atom was decreased indicating that the 

electrostatic of S···Li interaction is lower than that of Sn analogue in the P-substituted 

system. The efficiently reduced energy barrier of lithium–ion diffusion along channels 

improved the conductivity of Li
+
 and optimized electrochemical performance [26, 27]. 

5. All solid - state battery 

 A prototype cell of 2.5Li3PS4–0.5Li4SnS4  SSE in ASSLSBs was assembled in Fig. 6(a).

Fig. 6(b) shows the cyclic performance including the columbic efficiency from 3V to 4.2V



 

 

 

 

 

 

 

  

 

 

 

and the current density of 40 mA/g  of  the battery. Compared with the theoretical capacity of

lithium cobalt oxide at 120 mA h/g, the first cycle discharge capacity was activated  for  93

mA h/g and the charging capacity reached  at  102.8 mA h/g. In addition, the coulomb

efficiency was 90.5%, and the discharge capacity accounted for 77.5% of the theoretical

capacity, which of these values performed relatively good electrochemical properties. As the

cycle goes on, the discharge capacity after 20 cycles was retained at 73.2 mA h/g, and the

capacity retention rate was maintained at 78.7%. The coulomb efficiency always

outperformed at 99.5%, indicating that the cell possesses good reversibility for lithium-ion

transport. The charge/discharge capacity during cycling  is  displayed in Fig. 6(c). The

discharging platform was approximate 3.7 V, and the charging platform was relatively long

and distributed between 4 V and 4.2 V. In order to explore the reason of capacity fading with

assembled LCO/2.5Li3PS4–0.5Li4SnS4/Li battery, we carried out impedance tests after the

first and the 25th cycles. As shown in Fig. 6(d), Rbulk, Rinterface  and ZW are SSE resistance,

interface resistance (cathode/electrolyte) and diffusion impedance in equivalent circuit

diagram, respectively. R1  is the SEE impedance and R2  reflects the total impedance of the

battery (SSE and Electrode interface resistance). After 25 cycles, the electrode interface

impedance (R2-R1) [37-38] increased about 25Ω. As previous reported [39-40], the change of

interface resistance between cathode and electrolyte was much larger than that between

electrolyte and lithium [41-42]. Thus, the  variation  of  the  interfacial resistance was mainly

attributed to the continuous shuttle effect of Li
+  

ions at the electrolyte and cathode interface

during cycling, which lead to the contact failure between cathode and solid electrolyte.

Hence, stable interface contact is crucial for ASSLSB with good cycling performance.



 

 

6. Conclusions  

Glass–ceramic (1+x) Li3PS4–(2-x) Li4SnS4 SSEs were successfully synthesized through 

mechanical ball milling and continuous heat treatments. The resistance of the grain boundary 

was effectively reduced by controlling P/Sn ratio and heat treatments. Owing to the less 

electronegativity of P than Sn, the weak coulomb attraction between S and nearby Li
+
 cations 

was formed. Thus, Li
+
 was transported faster in the designed channel, and the ionic 

conductivity was significantly improved. When the heat temperature reached 550 °C, the 

obtained 2.5Li3PS4–0.5Li4SnS4 SSE showed the higher ionic conductivity (2.1×10
−3

 S cm
−1

) 

and lower Ea with 0.325 eV. Furthermore, the constructed ASSLSB delivered a wide and 

stable electrochemical window from –0.1 V to 5 V. A good cyclic performance was attained 

with capacity retention rate kept at 78.7% and the coulomb efficiency always outperformed 

99.5%. The work improved the understanding of effect on the chemical bond energy of 

structure–property relationships in ionic conductors. It paved the way for the enhancement of 

ionic conductivity in SSE and the acceleration of all-solid-state battery applications. 
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List of Figure Captions  

Fig. 1(a) X-ray diffraction diagram of (1+x) Li3PS4–(2-x) Li4SnS4 (x=0, 0.5, 1, 1.5, 1.7) after 

30h of mechanical grinding. (b) The XRD patterns of the 2.5Li3PS4–0.5Li4SnS4 (x=1.5) after 

30h ball milling and 72h heat treatment at different temperatures, the standard red and black 

lines represent Li10SnP2S12, Li3PS4 standard XRD, respectively. 

 

  



 

 

Fig. 2(a) Raman spectrum of all samples (1+x) Li3PS4–(2-x) Li4SnS4 after mechanical 

grinding with 30h. (b) Raman spectra of the 2.5Li3PS4–0.5Li4SnS4 (x=1.5) sample after 

further 72h heat treated from 500°C to 650°C. 

 

  



 

 

Fig. 3(a) Impedance of (1+x) Li3PS4–(2-x) Li4SnS4 SSE by milling. The inset corresponds to 

an enlarged view of impedance and analog circuits. (b) Typical impedance plots of 

2.5Li3PS4–0.5Li4SnS4 (x=1.5) treated at temperatures from 500°C to 650°C. The inset 

corresponds to impedance magnification and analog circuits. (c) Ionic conductivity 

dependence of x values and different heat treatment temperatures. The inset shows the 

conductivity of 2.5Li3PS4–0.5Li4SnS4 (x=1.5) SSE under different heat treatment 

temperatures. (d) Direct current polarization of the SS/2.5Li3PS4–0.5Li4SnS4/SS cell at 

different voltages. The inset exhibits a linear fitting of the electronic impedance values of 

2.5Li3PS4–0.5Li4SnS4 after heat treatment at 550°C. (e) Impedance of 550°C heat-treated 

2.5Li3PS4–0.5Li4SnS4 SSE measured from 30°C to 100°C. (f) Arrhenius curves of 2.5Li3PS4–

0.5Li4SnS4 SSE after milling and heat treatment at 500, 550, 600, 650°C.  

 

  



 

 

Fig. 4 Cyclic voltammetry (CV) curve of Li/2.5Li3PS4–0.5Li4SnS4/SS cell with the voltage 

range from – 0.1 to 5 V at 1 mV s
-1

. 

 

  



 

 

Fig. 5(a) Model system of pristine Li10SnP2S12 crystal structure from the online database with 

a space group of P42/mc. Yellow spheres for S, purple spheres for Sn and blue spheres for P. 

(b) The simulated jumping sites and transportation route of Li
+
 ions. (c) Schematic diagram 

of the coulomb interaction between S and Li with different M–S (M=Sn, P) bonding 

structure. 
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Fig. 6(a) Schematic diagram of LCO/2.5Li3PS4–0.5Li4SnS4/Li all-solid-state battery. (b) 

Cyclic performance of the battery under 40 mA g
−1
. (c) Charge−discharge profiles of the 

battery for the 1st, 5th, 10th, 15th, 20th and 25th cycles. (d) Impedance plots for the cells 

after the first and the 25th cycle. 

 


