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Abstract Nano energetic materials offer improved perfor-

mance in energy release, ignition, and mechanical properties

compared to their bulk or micro counterparts. In this study,

the authors propose an approach to synthesize an Al/NiO

based nano energetic material which is fully compatible with

a microsystem. A two-dimensional NiO nano honeycomb is

first realized by thermal oxidation of a Ni thin film deposited

onto a silicon substrate by thermal evaporation. Then the

NiO nano honeycomb is integrated with an Al that is de-

posited by thermal evaporation to realize an Al/NiO based

nano energetic material. This approach has several advan-

tages over previous investigations, such as lower ignition

temperature, enhanced interfacial contact area, reduced im-

purities and Al oxidation, tailored dimensions, and easier

integration into a microsystem to realize functional devices.

The synthesized Al/NiO based nano energetic material is

characterized by scanning electron microscopy, X-ray dif-

fraction, differential thermal analysis, and differential scan-

ning calorimetry.

PACS 62.23.Pq · 68.35.-p · 65.80.+n · 81.70.Pg · 85.85.+j

K. Zhang (B) · C. Rossi

LAAS-CNRS, Université de Toulouse, 7 ave du colonel Roche,

31077 Toulouse, France

e-mail: kaili_zhang@hotmail.com

C. Rossi

e-mail: rossi@laas.fr

Fax: +33-561-336208

P. Alphonse · C. Tenailleau · S. Cayez · J.-Y. Chane-Ching

CIRIMAT, Université Paul Sabatier, 118 route de Narbonne,

31062 Toulouse, France

1 Introduction

In recent years, researchers have found that energetic mate-

rials that are produced at the nanoscale have the promise of

improved performance in various ways including energy re-

lease, ignition, and mechanical properties. At the nanoscale

people can manipulate individual atoms and molecules and

control their assembly into a large-scale bulk energetic

material. The possibility exists to build large-scale ener-

getic materials with a very high degree of uniformity, such

as few/no defects, perfect crystalline structure, compos-

ites with molecularly engineered uniformity. Nano energetic

materials (nEMs) represent a completely new frontier for

energetic material research and development [1, 2]. Various

ways have been used to realize nEMs such as physical mix-

ing of nanopowders of fuel and oxidizer [3–5], sol-gel [6],

aero-gel [7], and atomic layer deposition (ALD) [8]. Phys-

ical mixing presents some limitations, such as not homo-

geneous distribution of oxidizer and fuel, and poor com-

patibility with a microsystem. In sol-gel, the random dis-

tribution of the particles and the inherent organic impuri-

ties result in limited performance. An aero-gel and an ALD

are not currently applicable for mass production. Blobaum

et al. have deposited multilayer foils of oxidizer and fuel

by sputtering [9]. This approach results in enhanced atomic

mixing and reduced impurities. Porous-silicon-based nEMs

were proposed in [10], which can be conveniently inte-

grated into a silicon-based microsystem. Menon et al. re-

alized Al/Fe2O3 nEM by embedding an array of Fe2O3
nanowires inside a thin Al film. This approach can control

precisely the oxidizer and fuel dimensions [11]. Molecular

self-assembly is also employed to prepare nEMs [12, 13],

which could improve the homogeneity of the final mater-

ial and control the fuel/oxidizer interfacial contact area. Re-

cently, nano Al/CuO based nEM has been realized by inte-
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grating nano Al with CuO nanowires grown from Cu film

deposited onto silicon. This approach has the merits of en-

hanced contact, reduced impurities and Al oxidation, and

easier integration into a microsystem [14].

In this study, nano Al/NiO nEM (also called nano ther-

mite composite) is synthesized by integrating a nano Al with

a two-dimensional NiO nano honeycomb realized onto a sil-

icon substrate. This approach not only inherits the merits as

in [14], but also has the advantage of low ignition temper-

ature. The experimental processes are first presented. The

fabricated Al/NiO nEM is then characterized by scanning

electron microscopy (SEM), X-ray diffraction (XRD), dif-

ferential thermal analysis (DTA), and differential scanning

calorimetry (DSC).

2 Experiment details

The fabrication process starts with a 500-µm-thick double-

polished 4-inch p-type silicon substrate. The substrate is

cleaned using acetone, chromic sulfuric acid mixture (RT2),

thoroughly rinsed by deionized (DI) water and blow-dried

by nitrogen. Then the substrate is placed into an oven at

200◦C for 20 min for further drying. A 0.2-µm-thick Ni

thin film is deposited onto the silicon substrate by thermal

evaporation in a thermal evaporator under a vacuum level of

7×10−6 mbar and the substrate temperature is being around

45°C during the deposition. The silicon substrate with Ni

thin film is then placed onto a clean quartz boat. The quartz

boat is positioned into a quartz tube (100 cm in length, 17 cm

in diameter) that is mounted inside a horizontal tube furnace.

A flow of high-purity N2 is first introduced into the quartz

tube at a flow rate of 2000 sccm for 20 min to remove the air

in the system, and then adjusted to 400 sccm accompanied

by a O2 flow at a rate of 100 sccm. The furnace is heated

from room temperature to 450°C. After being held at 450°C

for 2 h, the furnace is cooled down naturally to room tem-

perature. The silicon substrate with the oxidized Ni thin film

is taken out of the furnace and put into a thermal evapo-

rator. The Al is deposited by thermal evaporation onto the

oxidized Ni thin film. The Al is deposited under a vacuum

level of 5× 10−6 mbar and the substrate temperature is be-

ing around 30°C during the deposition. The realized Al/NiO

nEM on silicon substrate are directly characterized by SEM

and XRD.

The heat of the reaction of the Al/NiO nEM is determined

by DTA and DSC. The DTA experiment is performed in a

temperature range from 20 to 1000°C with a heating rate of

15°C/min under a 99.995% Ar flow. A mass of 6.35 mg of

an Al/NiO nEM is carefully scratched from the substrate and

put into a platinum crucible. The DSC experiment is carried

out at a temperature range from 20 to 700°C at a heating rate

of 5°C/min under a 99.999% N2 flow with a sample mass of

2.3 mg. Both for the DTA and the DSC, a second analysis

is done on the same sample and in the same conditions in

order to help with computations of the baseline correction.

3 Results

3.1 SEM characterization

Figure 1a shows a 30° tilted view SEM image of the de-

posited 0.2-µm-thick Ni thin film onto a silicon substrate by

thermal evaporation. The diameter of the deposited Ni parti-

cles on the film surface is in the range of 5–15 nm. A cross-

sectional view SEM image of the deposited Ni thin film is

Fig. 1 SEM images of the deposited 0.2-µm-thick Ni thin film by thermal evaporation: (a) a 30° tilted view and (b) a cross-sectional view



Fig. 2 SEM images of the annealed Ni thin film at 450°C for 2 h under a N2/O2 gas flow: (a) a 30° tilted view and (b) a cross-sectional view

Fig. 3 SEM images of the annealed Ni thin film after Al deposition: (a) a 30° tilted view and (b) a cross-sectional view

shown in Fig. 1b. Figure 2a is a 30° tilted view SEM image

of the annealed Ni thin film for 2 h at 450°C under the N2/O2

gas flow. The surface morphology is considerably changed

after the thermal annealing. The thin film becomes porous

and honeycomb-like structure is formed with a wall thick-

ness of 50–150 nm. Experiments also show that relatively

uniform nano honeycomb can be created on the entire sur-

face film deposited on a 4-inch silicon wafer. Therefore, it

is suitable for batch fabrication and mass production. Fig-

ure 2b shows a cross-sectional view image of the annealed

thin film. It can be seen that some of the nano holes extend

through the entire thickness of the thin film. The resulting

film thickness is increased by more than two times due to the

created porosity. Figure 3a and b show the 30° tilted view

and cross-sectional view SEM images of the nano honey-

comb after Al deposition, respectively. The deposited thick-

ness (on the average across the sample) of an Al is set to

be 0.21 µm in the thermal evaporator. By comparison with

Fig. 2a and b it can be seen that an Al is intimately inte-

grated with the nano honeycomb, thus enhancing the inter-

facial contact area between the Al and the nano honeycomb.



Fig. 4 The XRD pattern of the Al/NiO nano energetic material before

the reaction

3.2 XRD characterization before reaction

The as-prepared Al/NiO based nEM is characterized by

XRD as shown in Fig. 4. Al and NiO diffraction lines can

be clearly seen from the XRD pattern. The diffraction lines

for Si are due to the well-crystallized silicon substrate. There

are no peaks for Ni in the XRD pattern, indicating that the

entire 0.2-µm-thick Ni thin film is oxidized into a pure NiO

after heating for 2 h at 450°C under a N2/O2 gas flow. There

are also no peaks for the Al2O3 in the XRD pattern. This

means that neither a significant oxidation of an Al nor the

reaction between Al and NiO occur during the Al deposition

because of the high vacuum level and low silicon substrate

temperature in the thermal evaporator.

3.3 DTA characterization

The exothermic reaction of the Al/NiO nEM is character-

ized by DTA as shown in Fig. 5, where the deposited Al

thickness is 0.21 µm. It can be seen that there are three

major exotherms associated with the thermite reaction. The

first exotherm is observed with an onset temperature of

around 400°C and the second exotherm is found with an

onset temperature of around 530°C, which means that the

nano energetic composite seems to react prior to the melt-

ing of Al. This suggests that the two exotherms are caused

by the thermite reaction between the NiO nanostructures

and the nano Al. The reactions are based on the solid–solid

diffusion mechanism. Thus the ignition temperature of the

Al/NiO thermite composite is significantly reduced by cre-

ating nanostructured Al and NiO. The increased surface en-

ergy of the NiO nanostructures and nano Al enhances their

Fig. 5 The DTA plot of the reaction of the Al/NiO nano energetic

material

reactivity and stimulates reduced ignition temperature. Pan-

toya et al. have also found similar phenomenon that the igni-

tion temperature of a Al/MoO3 thermite composite is greatly

reduced by replacing microparticles with nanoparticles [15].

After melting of Al (giving a sharp endothermal peak above

600°C), the remaining Al reacts with a NiO beneath the NiO

nanostructures at an onset temperature of about 800°C. This

last reaction occurs by a liquid–solid diffusion mechanism.

3.4 DSC characterization

In order to evaluate the heat of the reaction, the Al/NiO

nEM is characterized using a DSC with a maximum tem-

perature of 700°C as shown in Fig. 6. The first and the sec-

ond exothermic peaks with the onset temperatures of about

400 and 535°C are corresponding to the first and the second

peaks in the DTA curve in Fig. 5, respectively, which are

caused by the solid–solid reaction between the NiO nanos-

tructures and the nano Al. Integration of the two exother-

mic peaks in the DSC gives a heat of the reaction equal

to 1020 J/g. By assuming that the DTA signal is propor-

tional to the heat of the reactions, we can use the area of the

two exothermic peaks, calculated from the DSC analysis, to

scale the DTA curve. Though it is not accurate, because the

relationship between the temperature and the heat is not ex-

actly linear, it allows to roughly estimate the total heat of

the reaction of the Al/NiO nEM to be about 2200 J/g. This

value is in a similar range with that (1800 J/g) obtained for

the Al and MoO3 nanoparticles based nano energetic ma-

terial [15]. Both of them are far below their corresponding

theoretical values of heat of reactions (3400 J/g for the reac-

tion between Al and NiO, 4700 J/g for the reaction between



Fig. 6 The DSC plot for the reaction of the Al/NiO nano energetic

material

Al and MoO3 [16]). In this experiment, the low heat of the

reaction is mainly caused by two factors. One is that the Ar

flow used for DTA analysis contains some oxygen (50 ppm)

that oxidizes the deposited Al during the heating process.

The other is that the masses of Al and NiO in the Al/NiO

nEM are not at the stoichiometric ratio.

3.5 XRD characterization after DTA testing

Figure 7 shows the XRD pattern of the Al/NiO nEM after a

DTA analysis. The final reaction products are identified to be

Al2O3, Ni, NiO, and SiO2. In this pattern, the Al peaks seen

in Fig. 4 before the reaction are no longer present. SiO2 is

formed from the oxidation of Si scratched from the silicon

substrate. The peaks of NiO are probably from the redun-

dant unreacted NiO or due to the oxidation of a part of the

reaction product Ni by O2 contained in Ar.

The approach employed in this study has several merits

compared to previous investigations. First, the Al/NiO nEM

is fabricated by integrating nano Al with NiO nano honey-

comb grown from a Ni thin film, thus enhancing the inter-

facial contact area, atomic mixing, and reactivity compared

to powders. Second, the increased surface energy of the NiO

and Al nanostructures stimulates reduced ignition tempera-

ture with a low onset temperature of 400°C. Third, the pres-

ence of impurities and the Al oxidation are much smaller

than that in sol-gel or powder mixing processes, because the

Al/NiO nEM is fabricated in a high vacuum and with a low

substrate temperature. Fourth, since the dimensions of the

NiO nano honeycomb can be tailored by adjusting the an-

nealing conditions (temperature, duration, etc.) as stated in

[17], the oxidizer/fuel dimensions can be controlled at the

Fig. 7 The XRD pattern of the Al/NiO nano energetic material after

DTA testing

nanoscale. Fifth, the process uses standard microfabrication

technologies and therefore it is suitable for batch fabrica-

tion and mass production. The Al/NiO based nEM is real-

ized onto silicon that is a basic material for microelectron-

ics and microsystems. Consequently, it is straightforward to

integrate the nEM into microsystem. This will result in po-

tential nano based functional structures, for instance, nano

energetic material based high performance igniters, as sug-

gested in [18, 19].

4 Conclusions

Al/NiO nano energetic material has been realized by inte-

grating nano Al with NiO nano honeycomb grown from a

Ni thin film deposited onto a silicon substrate. The Ni thin

film is converted into a pure NiO after the thermal annealing.

After deposition, Al is intimately integrated with the nano

honeycomb, thus enhancing the interfacial contact area be-

tween Al and the nano honeycomb. DTA and DSC results

suggest that nano Al reacts with NiO nano honeycomb with

an onset temperature of about 400°C. The reaction is based

on the solid–solid diffusion mechanism. The total heat of the

reaction of the thermite reactions is estimated to be about

2200 J/g. The realized Al/NiO nano energetic material has

the advantages of enhanced interfacial contact area, low-

ered ignition temperature, reduced impurities, and tailored

dimensions. Most interestingly, the Al/NiO nano energetic

material is realized onto a silicon substrate, a basic mate-

rial for microelectronics and microsystems. Therefore, this

will probably open the door to integrate the nano energetic

material into microsystems, thus leading to functional nan-

odevices.
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