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  Abstract— Precise measurements of the optical properties of 

electrodes add value to the interpretation of the recorded current 

spectra when applying Laser Intensity Modulation Method 

(LIMM) for space charge density measurements, including also its 

version with focused laser ((F)LIMM). They allow to correctly 

account for the energy deposition in the metal electrode and in the 

dielectric material under study. In this work the refractive index 

(n) and the extinction coefficient (k) have been extracted from the

recorded by spectroscopic ellipsometry spectra and then

integrated in the model to account for the nature and real

conditions of the electrode. Such approach improves modeling of

the temperature required for extraction of the space charge. It is

found that higher refractive indexes of the gold electrodes lead to

an important increase of the signal/noise ratio, thus improving the

sensibility of the method for space charge measurements. It also

allows to probe much lower levels of space charge densities.

I. INTRODUCTION

   Performance and reliability of solid dielectric materials under 
electrical stress are tightly linked to the behaviour of charge 
careers present in the dielectric [1]. The origin of these internal 
charges, so-called space charge, is generally considered 
twofold. One finds (i) intrinsic charges, having as a source 
charge injection from the contact between the electrodes and 
the material, charge generation in the bulk due to electro-
dissociation of weakly-bounded ionic species and (ii) extrinsic 
ones, relying on charge implantation upon irradiation, by 
ionizing radiation, e.g., space environment conditions, or 
exposure to partial discharges. In some applications the space 
charge is used to convey specific electrostatic properties to the 
dielectric material resulting from the charge deep trapping, like 
for example in the case of electret-based microphones [2], in 
non-volatile memories [3, 4], etc. In other applications, the 
space charge build-up represents an enormous drawback, 
entailing the risk to develop to a breakdown, like for example 
the high voltage DC (HVDC) cables with polymeric insulation 
[5–9]. Regardless the source of space charge, an adequate 
description of charge injection, localization and charge 
transport in dielectric materials is a requirement to better 

understand the behaviour of insulating materials under 
electrical stress. To that end various diagnostic methods have 
been developed during the years of intensive scientific and 
technological research, aiming at achieving, among others, a 
high resolution in the analysis of space charge distribution in 
solid dielectrics [1, 5, 7–12].  
   One of the quite frequently used methods for space charge 
diagnostic, especially for polymeric insulation materials, is 
Laser Intensity Modulation Method (LIMM) [10, 11], including 
its version with focused laser ((F)LIMM) [12]. The 
LIMM/(F)LIMM is a thermal wave based method which uses a 
modulated laser beam to heat the surface sample. The laser 
beam energy is absorbed by the electrode and the sample is then 
subjected to a temperature variation on its face. The diffusion 
of heat through the sample expands the material in a non-
uniform manner, causing charges displacement and local 
variation of the dielectric constant. These two mechanisms 
induce an electrical response of the insulating material i.e., a 
current flowing between the electrodes of the sample. A 
Fredholm equation of first kind links the measured current to 
the space charge density and the temperature distribution which 
is modeled [13]. The precise knowledge of the temperature 
distribution in the sample is then of major importance as it 
controls the accuracy of the space charge profiles to be 
determined.  
   For the (F)LIMM-variant of the method, the laser beam is 
focused, allowing thus a three-dimensional space charge 
mapping. The spatial resolution of these maps is inversely 
proportional to the electrode thickness. So, in order to improve 
accuracy in the analysis of the recorded current, information on 
the optical properties of the metal electrodes under real 
conditions is essential. 
   As mentioned above, the mode of operation of the 
LIMM/(F)LIMM diagnostic methods involves metal 
electrodes. Due to some peculiarities related to the extraction of 
their optical properties during space charge measurements, their 
influence is often neglected in the applied methodology for 
processing of the recorded signal. The aim of this contribution 



is to shed a light on the importance of precise measurements of 
the optical properties of the metal electrodes in space charge 
measurements by LIMM/(F)LIMM.  

II. EXPERIMENTAL PART 

A. Description of the gold electrodes

The electrodes under study are made from gold. They are
sputtered on spin-coated polyimide films on silicon wafers. 
They are with thicknesses in the range 50 – 200 nm, with the 
latter measured at the sputtering step. To represent the evolution 
of the optical properties of gold electrodes as a function of the 
thickness, three electrodes with thickness of 50, 150 and 
200 nm, called hereafter Sample A, B and C, respectively, are 
discussed in this contribution. 

B. Spectroscopic ellipsometry: Principal of operation and

spectra modeling

   The optical parameters of the golden electrodes (refractive 
index, n and extinction coefficient, k) are obtained in this work 
after processing of the recorded spectra, by spectroscopic 
ellipsometry (SE), in the UV-Vis-NIR range (250 – 850 nm) 
with 5 nm resolution. A Semilab ellipsometer SE-2000 with a 
rotating polarizer and a fixed analyzer is used. To increase the 

accuracy light beam incident angle of Θ = 69° is applied, as 
found the most appropriate angle value for gold bulk materials 
[14]. The measurements are performed at room temperature. 

Fig. 1. Schematic representation of the principal of operation of  
spectroscopic ellipsometry. 

   SE is an optical technique based on measurements of the 
changes in polarization of a monochromatic plane wave 
occurring upon reflection at oblique incidence (Fig. 1) [15]. SE 
is a non-destructive, low-cost and easy to apply diagnostic 
method. It is appropriate for in-situ and ex-situ measurements 
of the thicknesses and the optical properties of thin transparent 
layers or for extraction of the optical properties of bulk 
materials. The latter option is applied in this work.  
   The basic quantity measured with SE is the complex 

reflectance ratio ρ. For optically isotropic samples the 

expression for ρ simplifies to eq. (1) where rp and rs are the 
complex reflection coefficients for light polarized parallel and 
perpendicular to the plane of incidence, respectively:  
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   The directly measured quantities in SE are tan (Ψ) and 

cos (∆), where Ψ and ∆ are called ellipsometric angles. In 

particular, tan (Ψ) represents the ratio between the moduli of 
the reflection coefficients (eq. (1)), meaning that it is closely 
related to the changes in the amplitudes of the polarized electric 

field after reflection. The cos (∆) gives the phase difference 

(∆ = δp – δs) between the perpendicular (δs) and parallel (δp) 
components of the polarized electric field, induced by the 
reflection (Fig. 1). It is worth pointing out that as an indirect 
technique, the SE requires an appropriate optical model to 
extract the desired information. For determining the complex 

refractive index, n n ik= +%  of bulk materials, like for the gold 

electrodes here, the complex reflectance ratio ρ is converted 
into pseudo dielectric function and n and k are extracted from 
its relation with the parallel and perpendicular components of 
the polarized electric field. 

C. Experimental set-up for LIMM/(F)LIMM measurements

The (F)LIMM general principle and conventional set-up have
been already described in [16], whereas its modifications 
towards an on-line equipment were recently detailed in [17]. 
Figure 2 shows a scheme of the experimental set-up. A DC 
potential (Vht) is applied to the top electrode of the measuring 

cell. The laser beam (MPT35 – 35 mW, 658 nm) modulated 
between 10Hz and 10kHz is used to heat the sample. (F)LIMM 
currents are recorded after pre-amplification (FEMTO LCA-
200K) and extracted from noise by a lock-in amplifier (EG&G-
5302). 

Fig. 2. (F)LIMM set-up. 

   The recorded current spectra are then proceeded according a 
deconvolution algorithm. The latter allows to access the space 
charge density at a given depth in the probed insulating sample. 

III. RESULTS AND DISCUSSION

   The recorded SE spectra of the three electrodes (Sample A, B 
and C) are reported in Fig. 3. They have the typical, for gold, 
shape in the studied spectral range. The non-monotonic 
behaviour of the SE spectra of Sample A for wavelengths 
higher than 500 nm (photon energy lower than 2.5 eV) is due to 
the transparency of the electrode defined by the small thickness, 
of only 50 nm. One actually observes the variations induced by 
the underlying polyimide film. This undesirable effect would 
lead to an impossibility to model the temperature and thus, 
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would induce misinterpretation of the recorded current spectra 
and inaccuracy in the results for the space charge distribution. 
For the rest of our analysis Sample A will be omitted since it is 
not possible to assess the transmitted fraction of the polarized 
light which in turns prevents from accurate extraction of the 

complex index of refraction n n ik= +% .  

 
Fig. 3. Recorded SE spectra for the three Au-electrodes: tan (Ψ) on (a) and 

cos (∆) on (b). The wavelength of the laser (λ = 658 nm) used in the LIMM 
measurements is shown in dashed-line. 

 

   The extracted (from SE spectra) optical properties (n and k) 
of the two samples are shown in Fig. 4. The obtained values at 

the wavelength of the laser beam (λ = 658 nm) used for LIMM 

measurements are reported in Table 1. Given that the real εr 

(εr = n2 – k2) and imaginary parts εi (εi = 2nk) of the complex 

dielectric constant 
r i

iε = ε + ε%  are closely related to the 

electronic structure of the materials they are more convenient 
for a use dealing with application purposes. However, for more 
clarity, the following analysis is presented in terms of 

n n ik= +% , where 2nε =% % , and gives the relation with the 

complex dielectric function of the material. 
 
Table 1. Summary of the obtained values of the refractive index, extinction 

coefficients and absorption coefficients at λ = 658 nm. 

 Sample B Sample C 

Refractive index, n 0.09 0.6 

Extinction coefficient, k 3.7 3.3 

Absorption coefficient β (m-1) 7.1 × 107 6.3 × 107 

 

   The obtained optical properties (n and k) of the used gold 
electrodes are in accordance with previously reported values in 
the studied spectral range, those of Sample C being closer to the 
reported ones in the literature [14, 18]. One can notice 
significant variations mainly in the Vis-NIR range for 
wavelengths higher than 500 nm for both the refractive index 
and the extinction coefficient (Fig. 4). Such tendency is clearly 
a sign of reorganization of the material, in particular its 
densification. Two reasons appear to be the most probable for 
such an evolution: material thickness and thermally induced 
modifications. As far as the former one, the effect of thickness 
on the evolution of the optical properties was reported for gold 

electrodes of thicknesses lower than 30 nm. So, most likely in 
the case of Sample C, a thermally induced reorganization/ 
densification of the metal electrode occurred. It leaded to an 
increase of n in this wavelength (energy) range [14]. Accurate 
determination of the optical constants in this part of the 
spectrum is critical for space charge measurements by 
LIMM/(F)LIMM methods, since the laser beam is in the same 

spectral range (λ = 658 nm). Moreover, the free-electron effects 
play a dominant role in the NIR-spectral range. 

 
Fig. 4. SE extracted spectra of the refractive index, n on (a) and the extinction 

coefficient, k on (b), for Samples B and C. 
 

   In the modeling part of the LIMM/(F)FLIMM diagnostic 

method one enters the absorption coefficient (β, Fig. 5(a), 
Table 1) is used as parameter. Its value is obtained from the SE 
spectra, since for a given wavelength, the absorption coefficient 
is proportional to the extinction coefficient: 

4 kπ
β =

λ
.             (2) 

It also allows to estimate the penetration depth of the laser beam 
(Fig. 5(b)), limited to only 23 nm in the studied gold electrodes.  

 
Fig. 5. Absorption coefficient, β (a), and penetration depth, pd (b), of the light 

beam in the gold electrodes, as obtained from the SE spectra. 
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   Figure 6 gives the real and imaginary parts of the LIMM 
currents for Samples B and C when submitted to an electric 
field of 25 kV/mm. The current measured for Sample C is six 
times higher than the one measured for sample B. This is 
directly related to the values of the gold electrode optical 
constants, given in Table 1. The extracted refractive index, n at 
the laser wavelength for Sample B leads to a reflection of 98% 
of the laser beam. For sample C, this percentage is much lower, 
82%. Hence, a much higher fraction of the laser beam energy is 
absorbed in Sample C (18%), compared to Sample B (only 2%), 
and thus converted to a heat. This means that for Sample C the 
thermal wave to probe the insulating material is produced with 
eight times more energy. As a consequence, the measured 
current is much higher (Fig. 6) giving the possibility to probe 
smaller amount of space charge.  

 
Fig. 6. Real part and imaginary part of the LIMM currents for  

Samples B and C submitted to electric field of 25 kV/mm. 
 

   The above example shows that the knowledge of the optical 
properties of the metal electrodes allows to assess the energy 
deposition in order to accurately model the temperature 
distribution, and consequently to precisely extract the space 
charge density in LIMM/(F)LIMM.  

 

IV.   CONCLUSION 
 

   By this contribution we have shown as how precise 
measurements of the optical properties of the metal electrodes 
in LIMM/(F)LIMM diagnostic methods improve their 
sensitivity, in terms of current measurements. As a 
consequence, a lower level of space charge would be accessible. 
Other benefit of this approach can be found in the improved 
signal to noise ratio. Thus the accuracy in extraction of the 
space charge density can be increased. Based on the performed 
analysis one can conclude that such an approach should be 
applied to all techniques of space charge measurements 
involving laser light through metal electrodes. 
   In the future, this study will be applied to other types of metal 
electrodes. A specific attention will be paid to the variation of 
optical properties of the metal electrodes induced by the 
environment, like for example, oxidation, contamination and/or 
humidity. 
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