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Abstract
Unidirectional bamboo reinforced cardanol-based epoxy composites were prepared by a closemould
method. Twomorphologies of reinforcements were used in this research: bamboofibres and bamboo
strips. The present article investigates the influence of bamboo reinforcements on the thermal and
mechanical properties of the bio basedmatrix. Differential ScanningCalorimetry analyses showed
that the introduction of bamboo does notmodify the physical properties of thematrix. DMAanalyses
in shearmode showed an improvement of the shear conservativemodulus that reaches 1.7±0.1
GPa. This value that is independent from themorphology of reinforcements, indicates the existence of
physical interactions. The continuity ofmatter between bamboo strips or bamboofibres and the
matrix observed by SEMconfirms this result. Nevertheless, in tensilemode, the improvement of the
tensile conservativemodulus is specific to the usedmorphology. Indeed, for bamboo strips
composites, it is 7.7±0.8GPa, while for bamboofibres composites, it reaches 9.6±0.8GPa. This
result is explained by the optimisation of stress transfer thanks to the specificmorphology of bamboo
fibres. A significant increase is also observed for the rubberymodulus due to entanglements specific of
bamboo reinforcement.

1. Introduction

Transportationmainly contributes to global anthropogenic CO2 emissions [1]. To control the growth of its
carbon footprint,measures such as sustainable fuels or technological improvements are needed [2]. A goodway
to reduce energy consumption, and thus CO2 emissions, is tominimise structuralmass. Nowadays, airplane and
automotive interior designs aremainlymadewith petroleum-based composites. Recent sustainable goals
increased the interest of developing composites using resources frombiomass as rawmaterials. Those
lightweightmaterials are required to be as strong as conventional composites.

Natural fibres have a potential use as reinforcement of compositematerials.With a lower density than
synthetic fibres, their sustainable characteristic couplingwith good specificmechanical propertiesmake them an
attractive solution for polymer composites [3–7].Many studies have already discussed the use, as reinforcement
in compositematerials, of natural fibres as an alternative to synthetic fibres [8, 9]. Several studies have shown the
environmental attractiveness of natural fibres compared to glass fibres due to a lower production impact of such
fibres [10, 11]. In the automotive industry, natural fibre composites lead to an environmental impact that is
10%–20% lower than glassfibre composites, partly thanks to the reduction in emissions from fuel consumption
due to the lighter weight of natural fibres [12].Moreover, for the aeronautic domain, the potential applications
of this type of composites werewidely discussed in the literature [13, 14].
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Among the existing naturalfibres, reinforcements extracted frombamboo are good candidates to replace
man-madefibres like glassfibres [15]. Their worldwide availabilitymakes them environmentally interesting
since the localisation of the fibre production is an important factor to consider. It is well accepted that the
outstandingmechanical performances of bamboomainly comes from itsfibres which are the structural part of
the plant [16]. Accordingly, in the past, theywere designated as ‘natural glassfibres’ [17]. In the literature,many
authors have studied bamboo fibres for theirmechanical performances [16, 18]. Like any natural composite
material, natural fibres exhibit considerable variability in theirmechanical properties depending on the degree
of organisation (bulk, technical fibres, elementary fibresK), extractionmethod, species, biochemical
composition, and themicrofibrillar angle [7, 15, 19, 20]. Since themechanical performances of composites are
governed by the reinforcements, it is important to consider the reproducibility offibre properties.

Numerous studies on short bamboo fibre reinforced composites with thermoplastic or thermosetmatrices
are reported in the literature [21–25]. To our knowledge, only a fewworks were carried outwith continuous
unidirectional bamboofibres [26–28]. The extraction of bamboofibres has been extensively discussed in the
literature: the conclusion is that it is difficult to obtain long and defect-free fibres [7, 15, 29, 30]. In this work,
bamboofibres were extracted based on a hybridmechanical-chemicalmethod using sodiumhydroxide
(NaOH). The alkali solution allows the extraction of technical fibres due to the solubilization of hemicelluloses
and lignin [31, 32].Moreover, this treatment increases the accessibility of the free hydroxyl groups on the fibre
surface, allowing physical interactionswith the polymericmatrix. It also produces a rougher surface topography
which favours interactions with thematrix [31, 33]. In fact, this situation optimizes stress transfer at the fibres-
matrix interfaces.

Natural fibres aremostly hydrophilic; accordingly, the choice of thematrix is a key parameter to limit the
water absorption of the composites. Thermoplastics have specific advantages such as recyclability. The
restriction comes from the processing temperature, which is limited by the thermal stability of natural fibres. It
has been shown that the temperature should be below 200 °C to avoid any thermal degradation of the natural
reinforcements [34]. Such limitations favour thermosets.With a target of sustainable composites, it is thus
relevant to use a thermoset that is derived from renewable resources.

Among thermosets, epoxies are themostwidely used. Thanks to their versatility, they are used inmany
industrial sectors such as aerospace, automotive andmarine. Indeed, the properties of the finalmaterials can be
tailored for a specific application by optimising the chemical structures of epoxides or hardeners, their
functionalities or the epoxide/hardener ratio [35]. Natural epoxidized oils currently constitute the largest,
renewable, low-cost and non-toxic alternative family to traditional epoxy [36]. Based on long andflexible carbon
chains, suchmaterials have low thermo-mechanical properties. Cardanol is a natural alkylphenolic
commercially available. This compound is synthetized from cashewnutshell liquid (CSNL)which is an annually
renewable bio sourcedmaterial [37, 38]. Although, Cardanol bears an aliphatic chain, the aromatic ring provides
a strong chemical and thermal resistant structure whichmakes Cardanol an interesting startingmaterial for
technical applications [38].

Thismanuscript presents the thermo-mechanical properties of bamboo reinforced epoxy composites. In
order to have a sustainablematerial, a bio-based epoxymatrix was used. This work concerns continuous
unidirectional bamboo reinforcement [19]. Two kinds of reinforcement were studied: bamboofibres (BF) and
bamboo strips (BS). Bamboo strips were characterized in a previous study [34]. Accordingly, the best properties
are obtained from strips extracted at the periphery of bamboo culmwhile the location of strips along the culm
length has no influence. The thermal stability of the composites was checked by ThermoGravimetric Analysis
(TGA) to define the processing conditions. A complementary study of thermal transitions was performed by
Differential ScanningCalorimetry (DSC). The investigation ofmechanical performances was carried out by
DynamicMechanical Analysis (DMA) in both shear and elongationmodes.

2.Materials andmethods

2.1.Materials
2.1.1. Bamboo reinforcements
For this study,Phyllostachys viridiglaucescens, a locally growing bamboo, was provided byCobratex/France. The
two types of bamboo reinforcements used - bamboo fibres and bamboo strips - are shown infigures 1(a) and (b).
Bamboo strips (BS)were extracted by a purelymechanical process byCobratex.With dimensions of 0.3mm
thick and 5mmwidth, those reinforcements show aYoung’smodulus of 10GPa and a tensile strength of
210MPa [34].

Technical fibres, also calledfibres bundles, referred asbamboofibres (BF) herein, were extracted by a hybrid
mechanical-chemical process with a chemical treatment by an alkaline solution at 1%NaOHdescribed in our
previouswork [39]. It is important to recall that such treatment does notmodify the cellulose component as
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shownbyXRD analyses reported in the literature [33]. Themean diameter of the extracted fibres is 397μmwith
a Young’smodulus of 26GPa and an average tensile strength of 323MPa [39].

2.1.2. Bio-based epoxymatrix
The epoxy systemused asmatrix for this studywas supplied by SPECIFICPOLYMER. It’s a bio-basedmatrix
with an epoxide resin (Cardolite FormuLITE 2501A) and an amine-based hardener (Cardolite FormuLITE
2501B). All components were extracted from renewable resources that includeCardanol so that the systemhas
34%of bio-content. Based on the information on the ingredients provided in the safety data sheet, the chemical
composition of the epoxy system is listed in table 1 [40, 41].

2.1.3. Composites processing
Before composites processing, bamboo reinforcements were dried in an oven at 100 °C.The bamboo percentage
for all composites is 40weight%. The bio-based epoxy systemwas prepared according to amixing ratio in
weight of 100:31, specified in the technical datasheet. Themixingwas then degassed in an oven under vacuum to
eliminate bubbles. Unidirectional composites were then prepared by first aligning bamboo reinforcements in
the cavity of amould and adding the epoxy system to cover all reinforcement. Themouldwas then closed and
transferred in an oven. The curing process undergoes two steps: afirst isotherm at 100 °C for 2h then an
isotherm at 130 °C for 1h.

Figure 1. (a)Bamboofibres and (b) bamoo strips extracted fromPhyllostachys viridiglaucescens.

Table 1.Chemical composition and structures of FormuLITE 2501A and FormuLITE 2501B.

CAS CASName Chemical structure Mass content

Epoxide resin 250-68-38-6 Liquid epoxy resin 80%–90%

68413-24-1 Cashew, nutshell liq., polymerwith epichlorohydrin 10%–12%

Hardener 2855-13-2 3‐aminomethyl‐3,5,5‐trimethylcyclohexylamine 25%–55%

1477-55-0 m‐Phenylenebis(methylamine) 5%–12%

112-57-2 3,6,9‐Triazaundecamethylenediamine 1–2,5%
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2.2.Methods
2.2.1. Scanning electronmicroscopy
To check the interface between bamboo reinforcements and epoxymatrix, Scanning ElectronMicroscopy
observationswere carried out on a JEOL JSM6700Fwith an accelerating voltage of 5 kV.

2.2.2. Thermogravimetric analysis
In order to evaluate the thermal stability of epoxy, samples were investigated by ThermoGravimetric Analysis
(TGA) on aQ50 analyser fromTA Instruments. Samples were placed in a closed panwith an initial sample
amount of 10mg. Analyses were done under an oxidizing (synthetic air) and inert gas atmosphere (N2) at a
heating rate of 20 °C.min−1 from30 to 1000 °C. Three replicates of each TGA thermogramwere recorded in
order to ensure repeatability. The thermograms obtained on neat epoxy are presented infigure 2.

The thermal decomposition of the biobased epoxy started at 250 °Cbased on the derivative weight. For both
atmospheres, an intense degradation phenomenon is observedwith amaximum intensity at around 380 °C.
Müller et al [42] studied the decomposition of an epoxyDGEBA/IPDA systemby coupling TGAwith Fourier
transform infrared Spectroscopy. They found that two competing decomposition pathways occurred depending
on the heating rate applied. Thefirst one corresponds to a preliminary dehydration and direct radical scission.
With a faster heating rate, a one-step decomposition via direct radical scission is predominant. Based on this
observation; we suggest that a balanced ratio of both decomposition pathways is occurring. The total residue
under nitrogen atmosphere is 5.6%. This residualmass at this temperature is due to the formation of char as the
aromatic cycles are known to promote charring. Under oxidising conditions, a second degradation
phenomenon is present leading to a complete decomposition of the sample, which results fromoxidation of the
first degradation residue.

2.2.3. Differential scanning calorimetry
The glass transition (Tg) of neat epoxy and composites was determined on aDSC7Differential Scanning
Calorimeter (DSC)manufactured by Perkin Elmer. Samples were sealed in closed aluminiumpans for a total of
analysedmass between 10 to 15mg. Experiments consist of two heating runs and two cooling runs under
nitrogen flow. For each sample, the Tg valuewasmeasured by the tangentmethod on the second ramp
temperature. Thefirst heating run aimed to erase the hygrothermal history of the sample.Measurements were
performed between 50 to 150 °C at a constant heating rate of 20 °Cmin−1 under a nitrogen flow.

2.2.4. Dynamicmechanical analysis
DMAwas used to study and characterise the thermomechanical properties ofmaterials.Moreover, as the
interfacial bonding in composites is a key parameter for performances, DMA can serve as a technique to identify
the quality of the reinforcement/matrix interface. This technique allows us tomeasure the complexmechanical
modulus [43, 44]. In the isofrequencymode ( )w ,0 the temperature dependence of themodulus is given by:

( ) ( ) ( )= ¢ + ¢w w w
¢*M T M T iM T

0 0 0

with ( )¢wM T
0

and ( )¢w
¢M T
0

are respectively the storagemodulus and the lossmodulus. The analytical
representation of the dynamicmechanical behaviour is based on theMaxwellmodel and is defined by the

Figure 2.Thermal decomposition of the bio-based epoxy systemunder synthetic air and nitrogen at 20 °Cmin−1.
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relationships:
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0
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0
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damping factor tan δ is defined as the ratio of storagemodulus to lossmodulus, δ being the angle between the in-
phase and out-of-phase components of themodulus. DMAwere performed on the ARESG2 strain-controlled
rheometermanufactured by TA Instruments. Rectangular samples dimensions are 50mm× 10mm× 0.3mm
for the shear geometrymode and 50mm× 10mm× 0.3mm for the tensile geometrymode. Trials were carried
out over the temperature range−130 to 150 °Cat a heating rate of 3 °Cmin−1. For each sample, two consecutive
runswere performed in the isofrequencymode at w = -1rad s 1,0 . This frequency has been selected since it
corresponds to the lowest noise/signal ratio. The relative strains are 0.1% for the shearmode and 0.03% for the
tensilemode for remaining in the linear viscoelastic region in both cases. All experiments were replicated three
times to check repeatability.

For the isotropic epoxymatrix, only the shearmodewas usedwhile for the anisotropic bamboo/epoxy
composites, both shear and tensilemodeswere investigated.

3. Results and discussion

3.1.Morphology analysis
SEM images of alkali extracted bamboo fibres surfaces are shown infigures 3(a) and (b). They show thatfibres
are not damaged by the extraction process. Two effects of the treatment can be observed: the fibres surface was
cleanedmaking it easier to identify single bamboo fibres.Moreover, a rough surfacemay be beneficial to
improve themechanical interactionwith thematrix.

Unidirectional bamboo composites are presented onfigures 4(a) and (b). It is interesting to note there are no
voids or cavities are on the surface area.

Composites samples were then fractured under liquid nitrogen condition and observed by SEM in order to
check reinforcement/matrix interactions. Fractured surface are presented infigure 5(a) and 5(b). The interface
matrix/filler is illustrated by the black dashed line. In these images a continuity ofmatter indicates a good
interface betweenmatrix and both reinforcements.

As no coupling agentwas used this work, itmeans that the hydrogen bonding inherent to bio-based epoxy
promotes good interfacial interactions with bamboo reinforcements.

3.2. Thermal transitions of bamboo/epoxy composites
The thermal transitions of the epoxymatrix (E) bamboo strips/epoxy (BS/E) and bamboo fibres/epoxy (BF/E)
composite were investigated byDSC. TheDSC thermograms are presented infigure 6.

For both epoxymatrix and BF/E composite, no residual exothermicity was detected. This result indicates
the complete curingwith a fully cross-linked resin. On the first run, a small endothermic event is present due to
water/sorption onto the sample. On the second run the event detected is an endothermic second-order

Figure 3. SEM images of bamboo (a)fibre bundles after a hybrid-mechanical extraction process (b)fibre bundles composed of several
elementary fibres. The roughness of the surface is evident.
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Figure 4. Images of bio-based epoxy composites reinforcedwith (a) bamboofibres and (b) bamboo strips.

Figure 5. SEMobservations of the interface between epoxy and (a) bamboofibers and (b) bamboo strips. Dashed lines are guidelines
for interface.

Figure 6.DSC curves of the bio-based epoxy and bamboo/epoxy composites.
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transition characteristic of the glass transition of epoxy. The Tg of pristine epoxy 92 °C , agrees with the value
reported byMu et al [45]. This value is of 93 °C and 92 °C for bamboo fibres/epoxy composites and bamboo
strips/epoxy respectively. The slight variation betweenmatrix and composites shows that the incorporation of
bamboo reinforcements doesn’tmodify the formation of epoxy network. This result is explained by the fact that
the chemical treatment ismadewith an alkaline solution at 1%NaIH. In previously published data on epoxy/
bamboofibers, it was reported that the increase of the glass transition temperature only happens for treatments
with higherNaOHconcentrations [46]. In the present work, there is only physical interactions betweenmatrix
andfibers so that such composites are reusable.

3.3. Thermomechanical analysis of the epoxymatrix
The thermomechanical properties of the bio-based epoxywere assessed byDMA in the shearmode.
Experiments were done in the thermal stability range of thematrix previously defined by TGA, e.g.− 130 to
150 °C. Thermograms are shown infigure 7.

Two consecutive runswere recorded: thefirst one corresponds to a hydrated state of thematrix and the
second one to its dehydrated state.

LossmodulusG’ thermograms of the pristine samples show two distinct relaxationmodes:

• At higher temperature, a primary relaxation, designated as theαmode.

• At lower temperature a secondary relaxation, designated as theβmode.

Theα relaxation is the anelasticmanifestation of the glass transition of the epoxymatrix. The Tα

temperature of theαmode is defined as themaximumof the lossmodulus peak. The bio-basedmatrix displays a
Tα of 89 °Cand 87 °C respectively for the first and the second run.

The Tα values are consistent with the Tg glass transition temperature previously determined byDSC at 92 °C
for the second run. Accordingly, theαmodemay be attributed to the anelasticmanifestation of the glass
transition of the epoxymatrix.

At lower temperature, theβ relaxation is observed as a broad peak located between−130 °C to−50 °C. This
secondary relaxation is associatedwith a localisedmolecularmobility of shortmolecular sequences of the
polymeric network. Thismodewas observed in petroleum-based epoxy and its origin has been largely discussed.
By studying the dynamic properties of epoxy-amine networks, several authors have concluded that this
relaxation is related to the sumof the localisedmobility of glyceryl units and the diphenylpropane units
(CHOH−CH2−O) [47, 48]. Figure 7 shows that theβ relaxation ismore intense for thematrix in the hydrated
state. This observation suggests interactions of polar groupswithwatermolecules which significantly increased
themagnitude of the relaxation. On the second scan, this relaxation is shifted to higher temperatures with a
smaller amplitude confirming a dependence towards hydration [49]. It is interesting tomention that the
existence of a double relaxation visible at low frequencies, related to IPDA cycle has been previouslymention in
the literature [50].

Figure 7.DMA thermograms of the bio-based epoxy. The first run corresponding to a hydrated state of thematerial is represented in
dotted line and the second run corresponding to a dehydrated state is represented in full line.
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BelowTα, in the vitreous state, theG’ storagemodulus is on the glassy plateau; it represents the elastic energy
stored in thematerial. For the bio-basedmatrix, the storagemodulus at room temperature is Gg ‘= 1.1±0.1
GPa for both runs. Above Tα, in the rubbery state, the rubberymodulusGr’ is stable (7.1±0.6MPa): there is no
evolution of the network confirming that thematerial is totally cured.

3.4. Thermomechanical analysis of bamboo strips/epoxy composites
To evaluate the role of bamboo reinforcements in bio-based epoxymatrix, composites were characterized using
the same protocol than for neat epoxy. For this section, thermograms recorded byDMAcorresponds to the
dehydrated state (second run) to get rid fromhydration.

3.4.1. Dynamicmechanical analysis of bamboo strips/epoxy in shearmode
Figure 8 presents the thermograms of the epoxymatrix reinforcedwith bamboo strips, with as reference, the
epoxymatrix.

The storagemodulusG’ of BS/E is higher than the one of epoxymatrix in thewhole temperature range. The
introduction of strips significantly stiffens thematrix. On the vitreous plateau, at room temperature Gg‘=
1.7±0.1GPa, which is almost 1.5 times the one of the epoxymatrix. This behaviour can be explained by the
existence of bamboo/epoxy interactions due to static hydrogen bonds and confirms the observations fromSEM
images. At higher temperature, in the viscoelastic region, the drop ofmodulus of the composite is lower than the
one of thematrix, indicating that the large scalemotions involved in the epoxy are restricted by bamboo strips.
Following the viscoelastic transition, the rubbery plateau of BS/Ematerial is Gr’= 149.5±20.1MPa i.e., 21
times the rubberymodulus of epoxy. This behaviour can be explained by bamboo/epoxy entanglements.

Tan δ curves for BS/E and epoxymatrix as a function of temperature in the viscoelastic region are shown in
the insert offigure 8. The lower damping ratio in composites is linked to the higher rubbery storagemodulus.

TheG ‘lossmodulus thermogramof BS/E shows two relaxationmodes as for thematrix. Thismodulus
referred to the ability of thematerial to dissipate energy. Figure 8 shows that theβ relaxation of BS/E composite
at−80 °C is broader than the one of thematrix. This dissipative effectmight be attributed to interactions
between bamboo and epoxy polar groups. It is interesting to note that theα relaxation peak of BS/E is identical
to the one of epoxy indicating that the incorporation of bamboo doesn’tmodify the network of epoxy.

3.4.2. Dynamicmechanical analysis of bamboo strips/epoxy in tensile mode
Thermograms obtained in tensilemode for BS/E are presented in the figure 9with, as reference, the one of epoxy
matrix. It is important to note that the composites were processedwith the same protocol than for the shear
mode. In the glassy zone of thematrix, at room temperature, composites show a glassymodulus of 7.7±0.8
GPa. This value is particularly high comparedwith the glassymodulus of thematrix (1.8±0.1GPa). In a
previouswork, the Young’smodulus of the same bamboo strips than the ones used in composites was
measured : 10±2.4GPa [34]. Themajor point onfigure 9 is that, in the elongationmode, the contribution to
the Young’smodulus of the bamboo reinforcement is predominant.

We observe a slight increase of the Tα of BS/E at 112 °C in comparisonwith the epoxy one. The introduction
of bamboo reinforcements increases the density of the epoxy network. Accordingly, theβ relaxation cannot be

Figure 8.DMA thermograms of BS/E and epoxy in shearmode. The insert represents tan δ in the viscoelastic region.
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identified in this configuration. Due to the increase of the conservativemodulus, theβ relaxation cannot be
observed in this configuration.

The damping factor of BS/E and the pristine epoxy are plotted in function of the temperature infigure 9. It is
clear that the incorporation of bamboo strips has an influence on the damping properties of epoxy. The lower
damping in BS/E composites is due to themuch higher value of its tensile conservativemodulus in thewhole
temperature range.

3.5. Thermomechanical analysis of bamboofibres/epoxy composites
3.5.1. Dynamicmechanical analysis of bamboo fibres/epoxy composites in shearmode
The epoxymatrix was also reinforcedwith bamboofibres. The thermograms recorded in the shearmode onBF/
E composites are presented infigure 10.

In thewhole temperature range, theG’ storagemodulus of BF/E composite (Gg’= 1.5±0.1GPa) is higher
than the one of thematrix (Gg’= 1.1±0.1GPa). In the vitreous state of thematrix, the increase is analogous
with the one observed in BS/E composite. This effect is independent from themorphology of reinforcement and
confirms the good compatibility between bamboo reinforcements and the bio-basedmatrix as observed by
SEM. For the rubbery state of thematrix, the increase of rubberymodulus for BF/E composite ismuch lower for
thefiber reinforcement than for strip reinforcement.

For theG’ lossmodulus, as previously observed for BS/E, two relaxationsmodes are present. The primary
relaxation of BF/E located at 86 °C is very close from the one of thematrix. This indicates that, at the scale of
macro-Brownianmolecularmobility, the polymeric network is notmodified by the presence offibres. The

Figure 9.DMA thermograms of BS/E composite and epoxy in tensilemode. The insert represents tan δ in the viscoelastic region.

Figure 10.DMA thermograms of BF/E composite and epoxy in shearmode. The insert represents tan δ in the viscoelastic region.
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secondarymode is shifted to lower temperature andmore intense than in the case of epoxymatrix. At the scale of
the localisedmolecularmobility, the effect of bamboo/epoxy interaction induces a higher localisation
responsible for the shift towards higher frequencies.

The insert offigure 10 represents tan δ versus temperature in the viscoelastic region. Like for BS/E
composites, the lower damping in composites is due to the higher value of the storagemodulus in thewhole
temperature range.

3.5.2. Dynamicmechanical analysis of bamboo fibres /epoxy composites in tensile mode
As shownby the thermograms of BF/E infigure 11, the incorporation of bamboo fibres into epoxymatrix
increases the tensilemodulus in thewhole temperature range. In the glassy state, the Youngmodulus at room
temperature is Eg’= 9.6±0.7GPa. It corresponds to an improvement of themodulus of epoxy by a factor of 5.
This increase indicates a good stress transfer between fibres andmatrix due to the existence of static hydrogen
bonds between hydrophilic fibres and polar groups of the epoxymatrix.Moreover, as for BS/E composites, the
contribution to the Young’smodulus of bamboo fibres is predominant. It is interesting to compare this value
with data obtained in previous work on the bamboofibres used for composites:We found that the Young’s
modulus was 25GPa [39]. The difference between both valuesmight be explained by the poor orientation of
fibres due to the processing of composites.

Above the viscoelastic transition temperature, the value of the rubberymodulus of thematrix is
Er’=12.6±2.5MPa and for BF/E is Er’=5.5±1.0GPa i.e.more than 400 times the value of thematrix at
the same temperature. Entanglements of bamboo fibres through the polymeric networkmight explain such high
values. The lossmodulus shows a primary relaxation for BF/E composite at 107 °C i.e. a few degrees above the
matrix. This slight shiftmay be attributed to orientation. In such environment, the secondary relaxations are not
observed.

The insert infigure 11 represents tan δ versus temperature in the viscoelastic region. The lower damping in
BF/E composite is due to themuch higher value of its tensilemodulus in thewhole temperature range.

4. Conclusions

In this study, fully bio-based composites were successfully preparedwith two different continuous
reinforcements at 40wt%: bamboo strips and bamboofibres. The thermal andmechanical properties of
unidirectional bamboo reinforced bio-based epoxy composites were presented in this work.

As shown by theDSC studies, the glass transition of composites is close from the one obtained on the neat
epoxy. Accordingly; there is no chemical interactions between bamboo and epoxymatrix so that the
introduction of bamboo does notmodify the polymeric network.

The evolution of themechanicalmoduli was analysed byDMA. In shearmode, the introduction of bamboo
reinforcements increased the conservativemoduli by approximately a factor of 1.5 at room temperature. This
result suggests the existence of bamboo/epoxy interactions independently from themorphology of the
reinforcement.We have assigned this effect to physical interactions as polar bonding. SEM images of the

Figure 11.DMA thermograms of BF/E composite and epoxy in tensilemode. The insert represents tan δ in the viscoelastic region.
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composites showed good compatibility of the cardanol-based epoxywith both bamboofibres and bamboo
strips. Those observations are consistent with theDMAdata.

In tensilemode, the improvement of the Young’smodulus is specific to themorphology of the
reinforcement. Indeed, for bamboo strips composites, the tensilemodulus is 7.7±0.8GPawhile it reaches
9.6±0.7GPa for bamboofibres composites. This increase is explained, on one hand, by the higher tensile
modulus offibres and, on the other hand, by the optimisation of stress transfer inherent tofibrousmorphology.
The increase ofmodulus upon introduction of bamboo reinforcement is also observed for the rubberymodulus.
This evolution reaches 3 decades for the fibre epoxy composites; it is due to specific entanglements for this
morphology. Finally, it is important to emphasise that, in the shearmode, themechanical behaviour of the
matrix is optimised upon both bamboo reinforcements.
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