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Micrometer to millimeter platelets-like single crystals of the 2D-derivated perovskite structure Cs2PbC12l2 were 
synthesized by a very simple route using the humid ambient environment surrounding a DMSO solution con
taining the sait precursors. Cs2Pb1.,M.Chh formation was also evidenced by single crystal X-ray diffraction, with 
M = Bi, Ga, In and Cr. X-ray photoelectron spectroscopy (XPS) confirmed the presence of each dopant, with an 
an1ount of x - 5 ato. % for the last three materials. For the Bi-doped sample, XPS showed a larger quantiry of 
dopant chat can be due to XPS difficulry to discrin1inate too close elements for a few nanometers of analysis or 
higher concentrations in some crystals due to the affiniry of both elemenrs to integrate this structure on the same 
crystallographic site. A decrease of Bi concentration was detem1ined by ion-beam and XPS simultaneous analysis. 

Finally, a photoluminescence (PL) peak was observed at -420 nm for ail samples. Peak widening and blue-shift 

can be ascribed to the doping, and atrributed to photon recycling and radiative self-trapped states. These results 
show the great versatiliry of ionic substitution and adaptive optoelecrronic properties of the 2D phase chat is 
stable in temperarure. 

1. Introduction

Since their integration in a solar cell in 2009, unusual properties of 

halide perovskites have interested a significant part of the scientific 

conununity [1]. This large variety of materials have tunable electronic 

band gaps and possess a wide absorption range especially in the 

UV-visible-NIR regions. Halide perovskites can be prepared as powders, 

layers, single c1ystals and quantum dots. Small thicknesses of perovskite 

materials allow the use of flexible subst:rates that can be interesting for 

optical and electronic applications [2,3). Small pa1ticles can easily 

transport photo-generated caniers to the electrodes. Moreover, halide 

perovskites usually possess high carrier mobility even with high defect 

density [ 4). Indeed, defect states are usually shallow and do not act as 

recombination centers, that usually reduce the collected cmTent in solar 

materials such as silicon [5]. However, defect engineering and passiv

ation strategies are often discussed in the literature in order to in1prove 

power conversion efficiencies in solar cells [ 6, 7). On the other side, 

single crystals are composed of big c1ystalline domain with fewer defects 

and have diffusion lengths up to a few micrometers [8,9). C1ystals of 
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halide perovskites and derivatives are usually easier to manufacture 

than pure silicon and can also be used as strong luminescent materials 

for LEDs or as photodetectors [10). Single-c1ystal growth processes are 

already well described in the literature for hybrid and inorganic halide 

perovskites [11-14). With solution-based growth, millimeters sized 

single-c1ystals can be obtained. Severa! teclmiques are presented in the 

literature with a slow-cooling process that uses the influence of the 

temperature-related solubility, slow evaporation that provokes the su

persaturation of precursors, or anti-solvent vapor-assisted c1ystalliza

tion (AVC). The latter technique consists in slowly diffusing an anti

solvent within a perovskite solution in order to induce single-crystal 

growth [15,16). 

Low din1ension or so-called « 2D » type structures have emerged in 

the fanilly of halide perovskites, aiming to fmther stabilize photoactive 

phases, for instance. Sucl! strnctural modification induces optoelec

n·onic properties changes [17-20). 2D perovskite derivative stt·uctures 

are often of Ruddlesden-Popper (RP) type, but Dion-Jacobson (DJ) and 

Altemating Cation Interlayer (ACD are also encountered [21). RP 

stt·uctures are characterized by a separation of the octal!edra in one 
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2. Materials and methods

Lead chloride (PbCl2 98%), cesium iodide (CsI 99,9%), bismuth
chloride (BiCl3 98%), indium bromide (InBr3 99%), gallium iodide (GaI3 
99,99%), chromium chloride (CrCl3 99%) and dimethylsulfoxide solvent 
(DMSO 99,9%) were purchased from Sigma-Aldrich. 

For the Cs2PbCl2I2 single-crystal synthesis, a 2D solution was pre-
pared by dissolving 1 mmol of PbCl2 and 2 mmol of CsI in DMSO. Each 
solution was then heated at 60 ◦C and stirred for two hours before 
filtration on PTFE 0.45 µm, as a precipitate is systematically observed. 
Stoichiometric amounts of the different salt precursors were used in 
order to aim at 5 mol.% of substitution on the lead structural site. The 
concentration of 5 mol. % substitution was chosen in order to observe an 
effect on the crystal lattice by XRD analysis without generating an im-
purity phase and influence notably the photoluminescence properties. 

The vial containing the filtered solution was then left to the air under 
the fume hood without stirring for one to two weeks to favour single- 
crystal growth. 

Single-crystal X-Ray Diffraction was performed at ICT Laboratory 
(Toulouse, France), on a BRÜKER D8-VENTURE 4 circles apparatus 
equipped with a Mo-source and a Triumph monochromator at 193 K, 

and on a BRUKER QUAZAR diffractometer equipped with a 30 W air- 
cooled Mo-microfocus source. For structure refinement parameters, 
crystal lattice is determined using Brüker APEX software. In addition, 
Miller indices and intensities are extracted from the XRD pattern (image) 
and implemented in SHELX software. Thus, thermal agitation, atomic 
positions, chemical composition and electronic density are determined. 
The refining parameter “R” is used in order to calculate the deviation 
between experimental and theoretical values (See cif files in supple-
mentary data for more information). 

A ThermoScientific Kalpha X-ray Photoelectron Spectrometer (XPS) 
was used with an Al-source under high vacuum (5 × 10-9 mbar). The 
energy was fixed at 30 eV with a step of 0.1 eV for core levels and 160 eV 
for surveys (step of 1 eV). The spectrometer energy calibration was done 
using the Au 4f7/2 (83.9 ± 0.1 eV) and Cu 2p3/2 (932.8 ± 0.1 eV) 
photoelectron lines. XPS spectra were recorded in direct mode N (Ec) 
and the background signal was removed using the Shirley method. 

The flood Gun was used to neutralize charge effects on the top 
surface. 

Photoluminescence spectroscopy analysis was made at the LPCNO 
laboratory (Toulouse, France), with a laser excitation source at 355 nm, 
1.2 ps pulse duration at a repetition frequency of 80 MHz, 0.5 µW 
average power and ~1 µm excitation spot diameter at room tempera-
ture. The photoluminescence signal has been recorded using a CCD 
camera after being dispersed by an imaging spectrometer. A low-pass 
filter has been used to remove the laser scattered light from the PL 
signal. 

3. Results and discussions

One of the great advantages provided by halide perovskites lies in
their ability to be soluble in certain polar organic solvents. This property 
opens the way to many deposition methods such as roll-to-roll, slot-die, 
doctor blade, spray-, dip- or spin-coating [32–36].The liquid process, 
less expensive and easier to implement industrially than the techniques 
used for the manufacture of silicon for photovoltaics, give rise to great 
hopes for the development of this technology. 

3.1. Synthesis of 2D single crystals at room temperature 

Lead or cesium halides are soluble in polar solvents such as dime-
thylformamide (DMF), DMSO, gamma-butyrolactone (GBL) or acetoni-
trile [37]. In their early work, Li et al. obtained single crystals of the 2D 
phase using melting/crystallization process in a sealed tube under ni-
trogen at high temperature [25]. To the best of our knowledge, there 
was no previous work showing the solubility of this phase in a liquid for 
obtaining thin films or single crystals. Solubility tests were therefore 
carried out in two of the solvents most commonly used in the literature: 
DMF and DMSO. Solutions were produced by concentrating the 
Cs2PbCl2I2 phase to the maximum in a gradual mixture from 100% 
DMSO to 100% DMF. For 100% DMSO, the solution concentration in 
Cs2PbCl2I2 is estimated to 0.6 M. For a decreasing volume percentage of 
DMSO, the phase solubility continuously decreases to a minimum of 0.1 
M for pure DMF (see Figure S1). This demonstrates the highest solubi-
lization potential of DMSO in comparison to DMF. According to the 
literature, DMSO possesses a higher dipole moment (4,0 Debye) and 
dielectric constant (47) in comparison to DMF (3,8 Debye and 37, 
respectively), that can explain the higher capability for DMSO to solu-
bilize metal halide salts [38]. Therefore, we chose to focus our work on 
pure DMSO solution with the maximal concentration of 0.6 M. 

As DMSO is exposed to ambient moisture, the absorption of humidity 
will decrease the solubility of halide salts and induce crystallization over 
only a few days. The hygroscopic effect of DMSO exposed to ambient 
humidity has already been described in a previous work [39]. The ab-
sorption of water inside the solution results in the observation of a 
precipitate at the bottom of the vial and a change in color solution (see 
Figure S2). 

direction, resulting in octahedra sheets connected in two dimensions. 
This separation is generally obtained by the integration of large organic 
cations such as alkylammoniums or phenylammoniums. 

Other works have shown the synthesis of highly stable and photo-
active single crystals of BDAPbI4 (BDA Butyl-diammonium) or 
PEA2PbBr4 (PEA Phenyl-ethylammonium), widening the panel of 
applications from solar cells, transistors, X-rays or Gamma-rays photo-
detectors to new visible-light communication (VLC) systems [12,22,23]. 
Some revolutionary work published in 2018 has even showed the flex-
ibility of high surface single crystals of PEAPbI4 [24]. 

However, fewer papers are dealing with all-inorganic 2D single 
crystals. Li et al. have discovered a new compound Cs2PbCl2I2 of the 
Ruddlesden-Popper structure in 2018 with n 1 based on the 
An+1BnX3n+1 general formula, where A is a wide cation, B is a smaller 
cation and X is a halogen [25]. This 2D structure is common with oxides 
but strangely very unusual for all-inorganic halide perovskites. This 
phase has been synthesized for the first time with flame-sealed tube 
heated at high temperature (>500 ◦C) for melting and recrystallization 
of crystals. Recently, an AVC method was reported for the synthesis of 
micro-plates by diffusion of dichloromethane into dimethylformamide 
[26]. An injection of oleylamine halide into oleic acid has also allowed 
to obtain manganese-doped Cs2PbCl2I2 nanoplatelets that show an 
increased photoluminescence and a quantum yield of 16% [27]. The 
introduction of a doping agent in the structure seems to be a good 
strategy in order to enhance photoluminescence activity, conductivity 
and to modify the microstructure, as shown in our recent work per-
formed on powder samples of the bismuth-doped Cs2PbCl2I2 phase [28]. 
In another work, we have also showed that the addition of such 2D phase 
prepared in solution to a 3D all-inorganic perovskite-based halide thin 
layer can stabilize the black form of the perovskite which is of strong 
interest for photovoltaics [29]. 

In this work, a simple spontaneous and ambient moisture-driven 
single crystal growth method is developed in order to stabilize 
different compositions of the 2D-based Cs2PbCl2I2 structure. The use of 
naturally hygroscopic dimethylsulfoxide (DMSO) induces crystallization 
upon exposure to humidity in laboratory conditions, which is inspired 
by the AVC method. DMSO is the most convenient solvent for poorly 
soluble inorganic metal halide salts (with concentrations > 1 M). 
However, solubility of such halide salts in DMSO drastically drops as 
water is added to DMSO [30,31]. The reduction in solubility induces a 
single crystal growth over a few days in air exposure while kept in a 
fume hood. The partial substitution of lead was characterized by XRD 
and XPS. Finally, photoluminescence properties of our new single- 
crystals were also analyzed. 



After a couple of weeks, the vial contains a large variety of
micrometers-to-millimeters sized crystals that are imaged by a stereo-
microscope on Fig. 1. Two types of crystals can easily be identified: the 
first one possesses a square-like shape while the other is like a needle. 
Both crystals were characterized by single-crystal XRD at 193 K by using 
APEX and SHELX software (see Fig. 2) [40–42]. Each structure was 
clearly identified. Square-like materials crystallize in the I4/mmm space 
group with a b 5.6437(1) and c 18.9237(5) Å and correspond to 
the 2D RP structure-type of Cs2PbCl2I2, in accordance with the cell pa-
rameters from Li et al. measured at room temperature with a 5.6385 
and c 18.879(4) Å. Besides the measuring temperature difference, the 
small mismatch between the two sets of unit cell parameters is probably 
related to the synthesis methods. Li et al. used a flame-sealed tube 
heated until precursors melt at a temperature above 500 ◦C, while our 
method is operated at ambient temperature and in normal conditions 
[25]. 

Needle-like materials crystallize in the Cmcm space group with a 
lamellar structure. The chemical composition is PbI2.DMSO, which is a 
solvatomorph consisting of alternating sheets of PbI2 and DMSO. This 
structure results from the high coordination between iodine and DMSO 
that allows to form intermediary phases during the sample preparation, 
as shown in previous works [43–45]. Lédée observed the formation of 
MAI.DMF, MAI.DMSO or MAI.GBL solvatomorphs that can challenge the 
MAPbI3 single crystal growth process in solution. This effect can be 
beneficial when intermediate compounds need to be stabilized during 
thin film depositions. In addition, it slows down solvent evaporation and 
induces a better compactness of thin layers. However, these species are 
very unstable once taken out of the solvent and crystals amorphization 
quickly occurs. On the contrary, Cs2PbCl2I2 crystals are highly stable 
and can remain as such for months in ambient conditions. Millimeter 
size of square-shape single crystals of pure 2D phase can be obtained 
within a couple of weeks. This shape shows that a preferential orienta-
tion along the (a,b) planes is followed during the growing process as 
powder XRD analysis of the large crystals evidences for the (00 l) planes 
essentially (see Figure S3). 

3.2. Succesful attemps of lead replacement in the 2D structure 

Lead substitution can provoke particular changes in optoelectronic 
properties. Tetragonal Cs2PbCl2I2 exists also as a partially lead- 
substituted compound by using manganese or fully substituted mate-
rial in Cs2SnCl2I2 [27,46]. The former is obtained by organic route 
mixing oleylammonium halide salt with octadecene and oleic acid, 
while Li and his colleagues processed the latter in a similar manner than 
for the lead compound (with a flame-sealed tube under nitrogen). Pb 
substitution with Mn in nanoplatelets increases the crystal photo-
luminescence through efficient excitonic and Mn d d emission while 
substitution by Sn decreases the bandgap. In many studies, it appears 
that lead substitution does not provoke major changes in structural 
properties but rather enhance optical properties of the 2D phase by 

electronic band structure modification [47]. 
Our single crystal growth process has been used in order to prepare 

new 2D inorganic halide compositions while aiming at replacing lead by 
metals of similar size and/or oxidation states. A molar content of 5% 
metal was chosen to observe a significant change in the XRD pattern and 
avoid a compositional limitation due to steric conditions for above 
values. Fig. 3 shows the 2D reference and doped solutions with Bi, In, Ga 
and Cr, and corresponding single crystals obtained after two weeks 
exposure to ambient humidity. For each additive, the square-like shape 
of the 2D crystal is kept. Similarly to our Bi-doped 2D powders obtained 
earlier [28], Bi-doped 2D crystals are of reddish color, while the others 
are of yellowish color with Ga, In and Cr doping agents. Crystals were 
carefully selected from each solution and washed in oil (Fomblin 
YR1800) before performing further characterizations. Single-crystal 
XRD analysis was used in order to characterize the new crystal 
structures. 

The unit cell and volume cell parameters of each composition are 
given in Fig. 4, in comparison to the undoped 2D phase. Lattice pa-
rameters and volume are always smaller in the presence of 5 ato.% of 
additive, strongly suggesting a substitution on the lead crystallographic 
site. Indeed, Pb2+ (ionic radius 119 pm) is the biggest cation of all 
elements tested (radii of Cr3+ 62 pm, Ga3+ 62 pm, In3+ 80 pm, 
Bi3+ 103 pm) [48]. Lead substitution by a smaller cation would then 
imply a unit cell volume decrease. But the unit and volume cells are 
almost unchanged when comparing the Cr-doped sample to the 2D 
reference, while Cr3+ radius is almost half the size of the Pb2+ ion. This 
would suggest at first that only a tiny amount of chromium ions has been 
integrated into the 2D phase structure or that a conjugated substitution/ 
insertion phenomenon occurs, compensating the volume cell decrease 
due to substitution by intercalation of small chromium ions in interstitial 
sites. Similarly, a combined substitution/insertion effect could occur 
with Ga3+ due to the small size of the gallium ions, with more ions being 
substituted here justifying a larger volume decrease compared to the 
transition metal case. For In3+, lead crystallographic site substitution is 
more effective and the volume decrease is even further evidenced for the 
bismuth doping, which suggests a replacement of lead on the same 
crystallographic site up to the full amount of bismuth introduced into 
the solution. Considering M3+ substitution for Pb2+, this heterovalent- 
metal doping would imply an anionic excess, most probably in this 
case by adsorption or diffusion at the material surface rather than bulk 
insertion due to the large size of the anions. A second and more evident 
possibility is the presence of lead vacancies in the crystal structure, with 
the general formula expressed as Cs2Pb(1-(3/2)x)Mx□x/2X4, with x ~ 0.05 
in our case. 

X-ray photoelectron spectroscopy was used to verify each sample
composition. XPS spectra are shown in Fig. 5. The peaks of Cs 3d5/2 and 
Cs 3d3/2 are observed at 724 and 739 eV, respectively. The 4f7/2 and 4f5/ 

2 binding energy curves of Pb2+ are located at 138 and 143 eV, while 
small signals corresponding to similar binding energies of the Pb0 are 
observed about 2 eV before each of them. These Pb metal artefacts, 
which can also justify the lead vacancies formed in the crystal structure, 
were already evidenced in halide perovskites and explained by X-ray 
photolysis under analytical conditions, chemical changes in air and/or 
the presence of PbI2 [49]. The peaks of Cl 2p3/2 and Cl 2p1/2 are located 
at 198 and 200 eV while those of I 3d5/2 and I 3d3/2 are observed at 619 
and 631 eV, respectively. 

For each new compound, a series of specific spectral electronic or-
bitals characteristic of the doping agent was evidenced : Bi(4f), In(3d), 
Ga(3d) or Cr(2p) [50]. These orbitals, which do not interfere with any 
other orbitals, have thus been selected for quantification. For 5 mol. % of 
M doping agent, the molar ratio M/Pb should be close to 5.3%. The 
results are shown in Table S1. The M/Pb ratios determined after XPS 
analysis are comprised in between 6 and 8.6% for Ga-, In- and Cr-doped 
phases, slightly above the expected ratio of 5.3%. Sample cleaning and 
inhomogeneous distribution of the doping element throughout the 
whole crystal structure could explain these small discrepancies, with 

Fig. 1. Stereomicroscope image of single crystals obtained in DMSO at room 
temperature after a couple of weeks. 



XPS technique screening only down to a few nm from the sample 
surface. 

For chromium doping, the peaks at binding energies of 576 and 586 
eV can be assigned to the 2p3/2 and 2p1/2 of Cr in a Cr3+ environment. 
Cr6+ ions can be present in a small quantity throughout the sample as a 
small hump is evidenced at the base on the left hand side of each Cr3+

peak [51]. This phenomenon can be attributed to the ability of Cr to 

form many oxidation states (+2, +3 or +6) that allows it to adapt to its 
chemical environment, even though the precursor introduced was CrCl3. 
On the contrary, elements such as Ga, In and Bi possess a rigid +3 
oxidation state that can create defects and microstrains by charge 
compensation effects. These effects can also explain the small lattice 
changes observed, in particular with Cr doping [52]. Ga 3d peaks 
overlap with Pb 5d and O 2s orbitals. The Ga 2p3/2 orbitals have two 

Fig. 2. Crystallographic parameters of Cs2PbCl2I2 and PbI2.DMSO single crystals obtained after X-ray diffraction analysis.  

Fig. 3. Images of 2D containing solutions after a couple of weeks driving to a single-crystal growth process for (left to right) undoped (or reference material), Bi, In, 
Ga and Cr-doped 2D compounds and corresponding single crystals images obtained by optical microscopy. 



Fig. 4. Lattice parameters a and c (left) and lattice volume (right) of undoped and doped single-crystals of Cs2Pb1-xMxCl2I2 with M = Bi, Ga, In or Cr.  

Fig. 5. Elementary orbitals obtained by XPS for the different elements in Cs2Pb1-xMxCl2I2 with M = Bi, Ga, In or Cr.  



towards higher energies was explained by the competition between 
lattice expansion and exciton diffusion during the cooling stage [62]. 
However, PL measurements have been carried out at room temperature 
in our study. Yamada et al. observed a similar behavior on bismuth- 
doped MAPbBr3 single crystals and explained this effect by a decrease 
in crystallinity that accelerates the carrier trapping rate and suppresses 
photon recycling [57]. This effect was also attributed to the introduction 
of strains and defects by bismuth ions, which we have already observed 
in Cs2Pb1-xBixCl2I2 powders [28]. Thus, it appears that the introduction 
of bismuth inside the 2D phase provokes non-trivial effects on the 
photoluminescence properties that are different from other additives 
such as In, Ga or Cr studied in this work. The introduction of such strain 
in the lattice is challenging for single-crystal growth but allows to 
enhance photoluminescence range. This particular effect can be inter-
esting for optoelectronic applications. Since 2D phases are highly stable 
in normal conditions and at high temperature (>300 ◦C), PL measure-
ments performed at different temperatures could also reveal more de-
tails about the structural and optical properties relationships that would 
enhance the importance of this 2D phase for LEDs, photovoltaics, elec-
tronic stimulators and photodetectors. 

4. Conclusion

The spontaneous moisture-driven single crystal growth process has
been used with an original strategy consisting in humidity absorption for 
preparing the all-inorganic 2D phase of Cs2PbCl2I2 in DMSO solution. 
Such process is easy to operate in ambient conditions and can be per-
formed with humidity level ranging between 30 and 60% in order to 
obtain up to millimeter sizes of pure crystals. Doping agents were 
introduced in order to prepare new 2D phases consisting of the general 
formula Cs2Pb0.95M0.05Cl2I2 (M Metal). Single crystal X-ray diffraction 
showed a tendency to the volume cell decrease for all-doped new 2D 
materials, which also exhibit a color change once doped, and X-ray 
photoelectron spectroscopy allowed to evidence the presence of each 
doping agent. The XPS semi-quantitative analysis limited to a few tenth 
of atomic layers revealed a doping amount close to the expected value of 
5 mol%, apart from Bi-doping. In this latter case, a far higher amount 
was calculated, which can either be due to the complexity of elemental 
discrimination for Pb and Bi in this case or the selective concentration of 
doping agent during the single crystal growing process. Photo-
luminescence measurements realized at room temperature show a sys-
tematic red shift and a widening of the main emission peak under 
doping, probably due to the introduction of inner band gap energy levels 
that act as radiative energy levels. Two main intensities and a wider PL 
peak shifted both to lower and higher wavelengths, in the case of Bi- 

Fig. 6. UV–Visible photoluminescence spectra of Cs2Pb1-xMxCl2I2 single crys-
tals with M = Bi, Ga, In et Cr. Two different peaks are observed for Bi-doped 
single crystal, whereas only one peak is observed for all the other samples. 
The grey-shaded area represents the spectral range of the low-pass filter. 

components at 1117 and 1144 eV that might correspond to Ga metallic 
and +3 states, respectively [53]. For the attempt of substitution of lead 
by indium, we can evidence two binding energies at 445 and 452 eV in 
the In 3d core level XPS spectra that correspond to the spin–orbit dou-
blets 3d5/2 and 3d3/2 of In3+, respectively [54]. 

The largest volume contraction observed with Bi doping can be 
ascribed to the ability of Bi to substitute easily Pb even for larger 
amounts, due to steric conditions, as shown in our previous work on 2D 
Bi-doped powders where up to 15 ato.% of bismuth could be integrated 
on the lead site [28]. Bismuth can thus also be present in this 2D phase 
prepared as a single crystal. For bismuth doping, two peaks at 159 and 
164 eV can be clearly identified, which are attributed to the 4f7/2 and 
4f5/2 of Bi3+, respectively [55]. The quantitative analysis in this case 
shows a strong discrepancy between the calculated and expected values, 
evidencing for problems in the elemental discrimination, due to the 
similar electronic structures, in comparison to Pb2+. Surface contami-
nations with salt precursors strongly bonded to the crystals even after 
solvent cleaning or gradient composition may as well influence the 
elemental quantification. In order to verify the bulk composition of the 
Bi-doped 2D single crystal, in-situ ionic etching has been realized with 
further XPS analysis (See Figure S4). This technique uses ionized argon 
atoms that abrade in depth the single crystal. When coupled with XPS, it 
allows to determine further the sample composition to at least 50 nm in 
depth. As etching time increases, the amounts of lead and bismuth 
metals increase. The increase of metallic lead content in the bulk of 
methylammonium lead triiodide perovskite has already been observed 
by Sadoughi et al. composition [56]. This effect has been correlated to 
the increase of the density of states in the valence band maximum, as 
well as an increase of defect states that reduce photoluminescence 
quantum efficiency of thin films. Bismuth addition is often related to 
reduction of crystallinity through introduction of microstrains that 
reduce carrier lifetime [28,57,58]. In the meantime, the total Bi/Pb ratio 
quickly decreases after 1 min of ion etching (from 1.1 to 0.7), which 
corresponds to the first 20 nm, and keeps on decreasing down to a 0.4 
ratio after 6 min of etching time, corresponding to several tenth of 
nanometers in depth. In 2D sample powders, our previous work showed 
that it was possible to substitute up to about 15 mol.% of Bi in the Pb- 
based 2D phase, inducing large microstrains [28]. In another work 
performed on bismuth-doped 3D MAPbBr3 single-crystals, compressive 
strains were also observed that can affect the phase compositions and 
transitions [59]. In our solution-based synthesis presented here, only a 
small amount of similar crystals was obtained and the colored crystals 
chosen for analysis might have contained a larger amount of bismuth 
than expected due a preferred selectivity of this element during the 
growing process. 

The influence of the doping agents over the 2D single crystals optical 
properties was analyzed by means of photoluminescence (PL) spec-
troscopy operated with a 355 nm laser emission. In the UV–visible re-
gion, a maximum PL peak intensity is observed at 414 nm for the 
undoped Cs2PbCl2I2 phase (Fig. 6). Similarly, a maximum peak is 
located at 421 nm, 416 nm and 417 nm for In-, Ga- and Cr-doped 2D 
phases, respectively. Full widths at half-maximum (FWHM) for each 
single-crystal are reported in Table S1. FWHM values systematically 
increase with dopant introduction. All doped samples therefore present 
a larger emission peak in comparison to the undoped phase, suggesting 
the introduction of energy levels inside the band gap of the 2D phase 
that increase the emission wavelengths, as described in previous works 
[47,60,61]. Garcia et al. calculated that new absorption peaks would be 
noted in Cr-doped MAPbI3 due to in gap band (IGB) concept [47]. Our 
study suggests that such energy levels can also act as radiative recom-
bination centers, as shown on the photoluminescence spectra. 

Bismuth-doped 2D single-crystals exhibit two different photo-
luminescence peaks at 406 and 425 nm with a maximum at 406 nm. A 
blue shift cannot be explained by the introduction of energy levels inside 
the electronic gap of the 2D phase. This effect has already been observed 
by Wei et al. in CsPbBr3 quantum-dots where a photoluminescence shift 
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doping in 2D phase can be attributed to a far more effective substitution 
in this case and the introduction of defects and/or strains in the crystal 
structure. 
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Supporting Information 
 

 

Figure S1 Cs2PbCl2I2 solubility variation as a function of DMF/DMSO volume ratio 

 

 

 

Figure S2 Photography of the solutions before (left) and after (right) 14 days driving to the single-crystal growth of 
Cs2PbCl2I2-type materials. 

  



 

Figure S3 (Left) Photography of a 2D single-crystal (bar length = 2 mm) on a glass substrate and (right) corresponding 
X-ray diffraction pattern compared to the simulated theoretical CIF pattern. 

 

 

Table S1 Elementary quantification of lead and M doping agent in single-crystals as determined by XPS and full width 
at half-maximum of the photoluminescence peak (uncertainties are +-5%). 

 

 

 



 

Figure S4 Elemental proportion variation as a function of ionic etching time for a Bi-doped 2D single crystal. 
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PUBL005_ALERT_1_A  _publ_contact_author_email, _publ_contact_author_fax and

            _publ_contact_author_phone are all missing.

            At least one of these should be present.

PUBL006_ALERT_1_A  _publ_requested_journal is missing

            e.g. ’Acta Crystallographica Section C’

PUBL008_ALERT_1_A  _publ_section_title is missing. Title of paper.

PUBL009_ALERT_1_A  _publ_author_name is missing. List of author(s) name(s).

PUBL010_ALERT_1_A  _publ_author_address is missing. Author(s) address(es).

PUBL012_ALERT_1_A  _publ_section_abstract is missing.

            Abstract of paper in English.

 Alert level G



PUBL017_ALERT_1_G The _publ_section_references section is missing or

            empty.

   7 ALERT level A = Data missing that is essential or data in wrong format

   1 ALERT level G = General alerts. Data that may be required is missing

Publication of your CIF 

You should attempt to resolve as many as possible of the alerts in all categories. Often the minor alerts

point to easily fixed oversights, errors and omissions in your CIF or refinement strategy, so attention to

these fine details can be worthwhile. In order to resolve some of the more serious problems it may be

necessary to carry out additional measurements or structure refinements. However, the nature of your

study may justify the reported deviations from journal submission requirements and the more serious

of these should be commented upon in the discussion or experimental section of a paper or in the

"special_details" fields of the CIF. checkCIF was carefully designed to identify outliers and unusual

parameters, but every test has its limitations and alerts that are not important in a particular case may

appear. Conversely, the absence of alerts does not guarantee there are no aspects of the results needing

attention. It is up to the individual to critically assess their own results and, if necessary, seek expert 

advice.

If level A alerts remain, which you believe to be justified deviations, and you intend to submit this CIF

for publication in a journal, you should additionally insert an explanation in your CIF using the

Validation Reply Form (VRF) below. This will allow your explanation to be considered as part of the

review process.

Validation response form

Please find below a validation response form (VRF) that can be filled in and pasted into your CIF.

# start Validation Reply Form

_vrf_PUBL004_GLOBAL

;

PROBLEM: The contact author’s name and address are missing,

RESPONSE: ...

;

_vrf_PUBL005_GLOBAL

;

PROBLEM: _publ_contact_author_email, _publ_contact_author_fax and

RESPONSE: ...

;

_vrf_PUBL006_GLOBAL

;

PROBLEM: _publ_requested_journal is missing

RESPONSE: ...

;

_vrf_PUBL008_GLOBAL

;

PROBLEM: _publ_section_title is missing. Title of paper.

RESPONSE: ...

;



_vrf_PUBL009_GLOBAL

;

PROBLEM: _publ_author_name is missing. List of author(s) name(s).

RESPONSE: ...

;

_vrf_PUBL010_GLOBAL

;

PROBLEM: _publ_author_address is missing. Author(s) address(es).

RESPONSE: ...

;

_vrf_PUBL012_GLOBAL

;

PROBLEM: _publ_section_abstract is missing.

RESPONSE: ...

;

# end Validation Reply Form

If you wish to submit your CIF for publication in Acta Crystallographica Section C or E, you should

upload your CIF via the web. If you wish to submit your CIF for publication in IUCrData you should

upload your CIF via the web. If your CIF is to form part of a submission to another IUCr journal, you

will be asked, either during electronic submission or by the Co-editor handling your paper, to upload

your CIF via our web site.

PLATON version of 13/07/2021; check.def file version of 13/07/2021 

http://journals.iucr.org/services/submit.html
http://submission.iucr.org/submit/x
http://journals.iucr.org/services/submit.html


Datablock I - ellipsoid plot



checkCIF/PLATON report 

Structure factors have been supplied for datablock(s) I

THIS REPORT IS FOR GUIDANCE ONLY. IF USED AS PART OF A REVIEW PROCEDURE FOR

PUBLICATION, IT SHOULD NOT REPLACE THE EXPERTISE OF AN EXPERIENCED

CRYSTALLOGRAPHIC REFEREE.

No syntax errors found.        CIF dictionary        Interpreting this report

Datablock: I 

Bond precision: = 0.0000 A Wavelength=0.71073 

Cell: a=5.6424(1) b=5.6424(1) c=18.9253(6) 

alpha=90 beta=90 gamma=90 

Temperature: 193 K 

Calculated Reported 

Volume 602.52(3) 602.52(3) 

Space group I 4/m m m I 4/m m m 

Hall group -I 4 2 -I 4 2 

Moiety formula 
Cl4 I4 Pb1.90, 4(Cs), 

0.1(Cr) 
Cl2 Cr0.05 Cs2 I2 Pb0.95 

Sum formula Cl4 Cr0.10 Cs4 I4 Pb1.90 Cl2 Cr0.05 Cs2 I2 Pb0.95 

Mr 1579.89 789.95 

Dx,g cm-3 4.354 4.354 

Z 1 2 

Mu (mm-1) 24.798 24.799 

F000 658.2 658.2 

F000’ 649.83 

h,k,lmax 8,8,28 8,8,28 

Nref 385 384 

Tmin,Tmax 0.016,0.609 0.520,0.748 

Tmin’ 0.008 

Correction method= # Reported T Limits: Tmin=0.520 Tmax=0.748

AbsCorr = MULTI-SCAN 

Data completeness= 0.997 Theta(max)= 33.109 

R(reflections)= 0.0170( 384) 
wR2(reflections)=

0.0493( 384) 

S = 1.266 Npar= 15 



The following ALERTS were generated. Each ALERT has the format

       test-name_ALERT_alert-type_alert-level.

Click on the hyperlinks for more details of the test.

 Alert level C

PLAT077_ALERT_4_C Unitcell Contains Non-integer Number of Atoms ..     Please Check 

PLAT934_ALERT_3_C Number of (Iobs-Icalc)/Sigma(W) > 10 Outliers ..          1 Check 

PLAT972_ALERT_2_C Check Calcd Resid. Dens.  0.37A   From I1             -2.20 eA-3  

PLAT974_ALERT_2_C Check Calcd Negative Resid. Density on       Cs2      -1.14 eA-3  

 Alert level G

PLAT003_ALERT_2_G Number of Uiso or Uij Restrained non-H Atoms ...          2 Report

PLAT004_ALERT_5_G Polymeric Structure Found with Maximum Dimension          2 Info  

PLAT042_ALERT_1_G Calc. and Reported Moiety Formula Strings Differ     Please Check 

PLAT045_ALERT_1_G Calculated and Reported Z Differ by a Factor ...       0.50 Check 

PLAT177_ALERT_4_G The CIF-Embedded .res File Contains DELU Records          1 Report

PLAT178_ALERT_4_G The CIF-Embedded .res File Contains SIMU Records          1 Report

PLAT300_ALERT_4_G Atom Site Occupancy of Pb1        Constrained at     0.9499 Check 

PLAT300_ALERT_4_G Atom Site Occupancy of Cr1        Constrained at     0.0501 Check 

PLAT301_ALERT_3_G Main Residue  Disorder ..............(Resd  1  )        71% Note  

PLAT302_ALERT_4_G Anion/Solvent/Minor-Residue Disorder (Resd  3  )       100% Note  

PLAT860_ALERT_3_G Number of Least-Squares Restraints .............          6 Note  

PLAT910_ALERT_3_G Missing # of FCF Reflection(s) Below Theta(Min).          1 Note  

PLAT933_ALERT_2_G Number of OMIT Records in Embedded .res File ...          1 Note  

PLAT961_ALERT_5_G Dataset Contains no Negative Intensities .......     Please Check 

   0 ALERT level A = Most likely a serious problem - resolve or explain

   0 ALERT level B = A potentially serious problem, consider carefully

   4 ALERT level C = Check. Ensure it is not caused by an omission or oversight

  14 ALERT level G = General information/check it is not something unexpected

   2 ALERT type 1 CIF construction/syntax error, inconsistent or missing data

   4 ALERT type 2 Indicator that the structure model may be wrong or deficient

   4 ALERT type 3 Indicator that the structure quality may be low

   6 ALERT type 4 Improvement, methodology, query or suggestion

   2 ALERT type 5 Informative message, check

checkCIF publication errors

 Alert level A

PUBL004_ALERT_1_A  The contact author’s name and address are missing,

            _publ_contact_author_name and _publ_contact_author_address.

PUBL005_ALERT_1_A  _publ_contact_author_email, _publ_contact_author_fax and

            _publ_contact_author_phone are all missing.

            At least one of these should be present.

PUBL006_ALERT_1_A  _publ_requested_journal is missing

            e.g. ’Acta Crystallographica Section C’

PUBL008_ALERT_1_A  _publ_section_title is missing. Title of paper.

PUBL009_ALERT_1_A  _publ_author_name is missing. List of author(s) name(s).



PUBL010_ALERT_1_A  _publ_author_address is missing. Author(s) address(es).

PUBL012_ALERT_1_A  _publ_section_abstract is missing.

            Abstract of paper in English.

 Alert level G

PUBL017_ALERT_1_G The _publ_section_references section is missing or

            empty.

   7 ALERT level A = Data missing that is essential or data in wrong format

   1 ALERT level G = General alerts. Data that may be required is missing

Publication of your CIF 

You should attempt to resolve as many as possible of the alerts in all categories. Often the minor alerts

point to easily fixed oversights, errors and omissions in your CIF or refinement strategy, so attention to

these fine details can be worthwhile. In order to resolve some of the more serious problems it may be

necessary to carry out additional measurements or structure refinements. However, the nature of your

study may justify the reported deviations from journal submission requirements and the more serious

of these should be commented upon in the discussion or experimental section of a paper or in the

"special_details" fields of the CIF. checkCIF was carefully designed to identify outliers and unusual

parameters, but every test has its limitations and alerts that are not important in a particular case may

appear. Conversely, the absence of alerts does not guarantee there are no aspects of the results needing

attention. It is up to the individual to critically assess their own results and, if necessary, seek expert 

advice.

If level A alerts remain, which you believe to be justified deviations, and you intend to submit this CIF

for publication in a journal, you should additionally insert an explanation in your CIF using the

Validation Reply Form (VRF) below. This will allow your explanation to be considered as part of the

review process.

Validation response form

Please find below a validation response form (VRF) that can be filled in and pasted into your CIF.

# start Validation Reply Form

_vrf_PUBL004_GLOBAL

;

PROBLEM: The contact author’s name and address are missing,

RESPONSE: ...

;

_vrf_PUBL005_GLOBAL

;

PROBLEM: _publ_contact_author_email, _publ_contact_author_fax and

RESPONSE: ...

;

_vrf_PUBL006_GLOBAL

;

PROBLEM: _publ_requested_journal is missing

RESPONSE: ...



;

_vrf_PUBL008_GLOBAL

;

PROBLEM: _publ_section_title is missing. Title of paper.

RESPONSE: ...

;

_vrf_PUBL009_GLOBAL

;

PROBLEM: _publ_author_name is missing. List of author(s) name(s).

RESPONSE: ...

;

_vrf_PUBL010_GLOBAL

;

PROBLEM: _publ_author_address is missing. Author(s) address(es).

RESPONSE: ...

;

_vrf_PUBL012_GLOBAL

;

PROBLEM: _publ_section_abstract is missing.

RESPONSE: ...

;

# end Validation Reply Form

If you wish to submit your CIF for publication in Acta Crystallographica Section C or E, you should

upload your CIF via the web. If you wish to submit your CIF for publication in IUCrData you should

upload your CIF via the web. If your CIF is to form part of a submission to another IUCr journal, you

will be asked, either during electronic submission or by the Co-editor handling your paper, to upload

your CIF via our web site.

PLATON version of 13/07/2021; check.def file version of 13/07/2021 

http://journals.iucr.org/services/submit.html
http://submission.iucr.org/submit/x
http://journals.iucr.org/services/submit.html


Datablock I - ellipsoid plot



checkCIF/PLATON report 

Structure factors have been supplied for datablock(s) I

THIS REPORT IS FOR GUIDANCE ONLY. IF USED AS PART OF A REVIEW PROCEDURE FOR

PUBLICATION, IT SHOULD NOT REPLACE THE EXPERTISE OF AN EXPERIENCED

CRYSTALLOGRAPHIC REFEREE.

No syntax errors found.        CIF dictionary        Interpreting this report

Datablock: I 

Bond precision: = 0.0000 A Wavelength=0.71073 

Cell: a=5.6397(1) b=5.6397(1) c=18.9059(4) 

alpha=90 beta=90 gamma=90 

Temperature: 193 K 

Calculated Reported 

Volume 601.33(2) 601.33(2) 

Space group I 4/m m m I 4/m m m 

Hall group -I 4 2 -I 4 2 

Moiety formula 
Cl4 I4 Pb1.90, 4(Cs), 

0.1(Ga) 
Cl2 Cs2 Ga0.05 I2 Pb0.95 

Sum formula Cl4 Cs4 Ga0.10 I4 Pb1.90 Cl2 Cs2 Ga0.05 I2 Pb0.95 

Mr 1581.66 790.84 

Dx,g cm-3 4.368 4.368 

Z 1 2 

Mu (mm-1) 24.914 24.915 

F000 658.9 659.0 

F000’ 650.53 

h,k,lmax 9,9,31 9,9,31 

Nref 484 456 

Tmin,Tmax 0.010,0.007 0.338,0.747 

Tmin’ 0.005 

Correction method= # Reported T Limits: Tmin=0.338 Tmax=0.747

AbsCorr = MULTI-SCAN 

Data completeness= 0.942 Theta(max)= 36.293 

R(reflections)= 0.0308( 454) 
wR2(reflections)=

0.0723( 456) 

S = 1.166 Npar= 16 



The following ALERTS were generated. Each ALERT has the format

       test-name_ALERT_alert-type_alert-level.

Click on the hyperlinks for more details of the test.

 Alert level A

PLAT973_ALERT_2_A Check Calcd Positive Resid. Density on       Pb1       3.09 eA-3  

PLAT973_ALERT_2_A Check Calcd Positive Resid. Density on       Ga1       3.09 eA-3  

 Alert level B

PLAT972_ALERT_2_B Check Calcd Resid. Dens.  0.89A   From Pb1            -2.51 eA-3  

 Alert level C

PLAT077_ALERT_4_C Unitcell Contains Non-integer Number of Atoms ..     Please Check 

PLAT911_ALERT_3_C Missing FCF Refl Between Thmin & STh/L=    0.600         26 Report

PLAT913_ALERT_3_C Missing # of Very Strong Reflections in FCF ....         14 Note  

PLAT972_ALERT_2_C Check Calcd Resid. Dens.  0.99A   From Cs1            -2.40 eA-3  

 Alert level G

PLAT003_ALERT_2_G Number of Uiso or Uij Restrained non-H Atoms ...          2 Report

PLAT004_ALERT_5_G Polymeric Structure Found with Maximum Dimension          2 Info  

PLAT019_ALERT_1_G _diffrn_measured_fraction_theta_full/*_max < 1.0      0.914 Report

PLAT042_ALERT_1_G Calc. and Reported Moiety Formula Strings Differ     Please Check 

PLAT045_ALERT_1_G Calculated and Reported Z Differ by a Factor ...       0.50 Check 

PLAT068_ALERT_1_G Reported F000 Differs from Calcd (or Missing)...     Please Check 

PLAT177_ALERT_4_G The CIF-Embedded .res File Contains DELU Records          1 Report

PLAT178_ALERT_4_G The CIF-Embedded .res File Contains SIMU Records          1 Report

PLAT300_ALERT_4_G Atom Site Occupancy of Pb1        Constrained at     0.9499 Check 

PLAT300_ALERT_4_G Atom Site Occupancy of Ga1        Constrained at     0.0501 Check 

PLAT301_ALERT_3_G Main Residue  Disorder ..............(Resd  1  )        71% Note  

PLAT302_ALERT_4_G Anion/Solvent/Minor-Residue Disorder (Resd  3  )       100% Note  

PLAT802_ALERT_4_G CIF Input Record(s) with more than 80 Characters          2 Info  

PLAT860_ALERT_3_G Number of Least-Squares Restraints .............          6 Note  

PLAT910_ALERT_3_G Missing # of FCF Reflection(s) Below Theta(Min).          2 Note  

PLAT961_ALERT_5_G Dataset Contains no Negative Intensities .......     Please Check 

   2 ALERT level A = Most likely a serious problem - resolve or explain

   1 ALERT level B = A potentially serious problem, consider carefully

   4 ALERT level C = Check. Ensure it is not caused by an omission or oversight

  16 ALERT level G = General information/check it is not something unexpected

   4 ALERT type 1 CIF construction/syntax error, inconsistent or missing data

   5 ALERT type 2 Indicator that the structure model may be wrong or deficient

   5 ALERT type 3 Indicator that the structure quality may be low

   7 ALERT type 4 Improvement, methodology, query or suggestion

   2 ALERT type 5 Informative message, check

checkCIF publication errors



 Alert level A

PUBL004_ALERT_1_A  The contact author’s name and address are missing,

            _publ_contact_author_name and _publ_contact_author_address.

PUBL005_ALERT_1_A  _publ_contact_author_email, _publ_contact_author_fax and

            _publ_contact_author_phone are all missing.

            At least one of these should be present.

PUBL006_ALERT_1_A  _publ_requested_journal is missing

            e.g. ’Acta Crystallographica Section C’

PUBL008_ALERT_1_A  _publ_section_title is missing. Title of paper.

PUBL009_ALERT_1_A  _publ_author_name is missing. List of author(s) name(s).

PUBL010_ALERT_1_A  _publ_author_address is missing. Author(s) address(es).

PUBL012_ALERT_1_A  _publ_section_abstract is missing.

            Abstract of paper in English.

 Alert level G

PUBL017_ALERT_1_G The _publ_section_references section is missing or

            empty.

   7 ALERT level A = Data missing that is essential or data in wrong format

   1 ALERT level G = General alerts. Data that may be required is missing

Publication of your CIF 

You should attempt to resolve as many as possible of the alerts in all categories. Often the minor alerts

point to easily fixed oversights, errors and omissions in your CIF or refinement strategy, so attention to

these fine details can be worthwhile. In order to resolve some of the more serious problems it may be

necessary to carry out additional measurements or structure refinements. However, the nature of your

study may justify the reported deviations from journal submission requirements and the more serious

of these should be commented upon in the discussion or experimental section of a paper or in the

"special_details" fields of the CIF. checkCIF was carefully designed to identify outliers and unusual

parameters, but every test has its limitations and alerts that are not important in a particular case may

appear. Conversely, the absence of alerts does not guarantee there are no aspects of the results needing

attention. It is up to the individual to critically assess their own results and, if necessary, seek expert 

advice.

If level A alerts remain, which you believe to be justified deviations, and you intend to submit this CIF

for publication in a journal, you should additionally insert an explanation in your CIF using the

Validation Reply Form (VRF) below. This will allow your explanation to be considered as part of the

review process.

Validation response form

Please find below a validation response form (VRF) that can be filled in and pasted into your CIF.



# start Validation Reply Form

_vrf_PUBL004_GLOBAL

;

PROBLEM: The contact author’s name and address are missing,

RESPONSE: ...

;

_vrf_PUBL005_GLOBAL

;

PROBLEM: _publ_contact_author_email, _publ_contact_author_fax and

RESPONSE: ...

;

_vrf_PUBL006_GLOBAL

;

PROBLEM: _publ_requested_journal is missing

RESPONSE: ...

;

_vrf_PUBL008_GLOBAL

;

PROBLEM: _publ_section_title is missing. Title of paper.

RESPONSE: ...

;

_vrf_PUBL009_GLOBAL

;

PROBLEM: _publ_author_name is missing. List of author(s) name(s).

RESPONSE: ...

;

_vrf_PUBL010_GLOBAL

;

PROBLEM: _publ_author_address is missing. Author(s) address(es).

RESPONSE: ...

;

_vrf_PUBL012_GLOBAL

;

PROBLEM: _publ_section_abstract is missing.

RESPONSE: ...

;

_vrf_PLAT973_I

;

PROBLEM: Check Calcd Positive Resid. Density on       Pb1       3.09 eA-3  

RESPONSE: ...

;

# end Validation Reply Form

If you wish to submit your CIF for publication in Acta Crystallographica Section C or E, you should

upload your CIF via the web. If you wish to submit your CIF for publication in IUCrData you should

upload your CIF via the web. If your CIF is to form part of a submission to another IUCr journal, you

will be asked, either during electronic submission or by the Co-editor handling your paper, to upload

your CIF via our web site.

PLATON version of 13/07/2021; check.def file version of 13/07/2021 

http://journals.iucr.org/services/submit.html
http://submission.iucr.org/submit/x
http://journals.iucr.org/services/submit.html


Datablock I - ellipsoid plot



checkCIF/PLATON report 

Structure factors have been supplied for datablock(s) I

THIS REPORT IS FOR GUIDANCE ONLY. IF USED AS PART OF A REVIEW PROCEDURE FOR

PUBLICATION, IT SHOULD NOT REPLACE THE EXPERTISE OF AN EXPERIENCED

CRYSTALLOGRAPHIC REFEREE.

No syntax errors found.        CIF dictionary        Interpreting this report

Datablock: I 

Bond precision: = 0.0000 A Wavelength=0.71073 

Cell: a=5.6402(3) b=5.6402(3) c=18.8866(16) 

alpha=90 beta=90 gamma=90 

Temperature: 193 K 

Calculated Reported 

Volume 600.82(8) 600.82(8) 

Space group I 4/m m m I 4/m m m 

Hall group -I 4 2 -I 4 2 

Moiety formula Cl4 I4 In0.10 Pb1.90, 4(Cs) Cl2 Cs2 I2 In0.05 Pb0.95 

Sum formula Cl4 Cs4 I4 In0.10 Pb1.90 Cl2 Cs2 I2 In0.05 Pb0.95 

Mr 1586.18 793.09 

Dx,g cm-3 4.384 4.384 

Z 1 2 

Mu (mm-1) 24.919 24.920 

F000 660.7 661.0 

F000’ 652.23 

h,k,lmax 9,9,31 9,9,31 

Nref 482 450 

Tmin,Tmax 0.010,0.007 0.432,0.747 

Tmin’ 0.005 

Correction method= # Reported T Limits: Tmin=0.432 Tmax=0.747

AbsCorr = MULTI-SCAN 

Data completeness= 0.934 Theta(max)= 36.294 

R(reflections)= 0.0267( 445) 
wR2(reflections)=

0.0714( 450) 

S = 1.146 Npar= 15 



The following ALERTS were generated. Each ALERT has the format

       test-name_ALERT_alert-type_alert-level.

Click on the hyperlinks for more details of the test.

 Alert level B

PLAT911_ALERT_3_B Missing FCF Refl Between Thmin & STh/L=    0.600         28 Report

PLAT971_ALERT_2_B Check Calcd Resid. Dens.  0.59A   From Pb1             3.06 eA-3  

 Alert level C

PLAT077_ALERT_4_C Unitcell Contains Non-integer Number of Atoms ..     Please Check 

PLAT241_ALERT_2_C High   ’MainMol’ Ueq as Compared to Neighbors of         I1 Check 

PLAT241_ALERT_2_C High   ’MainMol’ Ueq as Compared to Neighbors of        Cl1 Check 

PLAT913_ALERT_3_C Missing # of Very Strong Reflections in FCF ....         16 Note  

PLAT971_ALERT_2_C Check Calcd Resid. Dens.  0.89A   From Pb1             1.76 eA-3  

PLAT972_ALERT_2_C Check Calcd Resid. Dens.  0.66A   From Pb1            -1.90 eA-3  

PLAT972_ALERT_2_C Check Calcd Resid. Dens.  0.38A   From I1             -1.63 eA-3  

PLAT972_ALERT_2_C Check Calcd Resid. Dens.  0.54A   From Cs1            -1.62 eA-3  

PLAT974_ALERT_2_C Check Calcd Negative Resid. Density on       Cs1      -1.11 eA-3  

 Alert level G

PLAT003_ALERT_2_G Number of Uiso or Uij Restrained non-H Atoms ...          2 Report

PLAT004_ALERT_5_G Polymeric Structure Found with Maximum Dimension          2 Info  

PLAT019_ALERT_1_G _diffrn_measured_fraction_theta_full/*_max < 1.0      0.913 Report

PLAT042_ALERT_1_G Calc. and Reported Moiety Formula Strings Differ     Please Check 

PLAT045_ALERT_1_G Calculated and Reported Z Differ by a Factor ...       0.50 Check 

PLAT068_ALERT_1_G Reported F000 Differs from Calcd (or Missing)...     Please Check 

PLAT177_ALERT_4_G The CIF-Embedded .res File Contains DELU Records          1 Report

PLAT178_ALERT_4_G The CIF-Embedded .res File Contains SIMU Records          1 Report

PLAT300_ALERT_4_G Atom Site Occupancy of Pb1        Constrained at     0.9499 Check 

PLAT300_ALERT_4_G Atom Site Occupancy of In1        Constrained at     0.0501 Check 

PLAT301_ALERT_3_G Main Residue  Disorder ..............(Resd  1  )        72% Note  

PLAT860_ALERT_3_G Number of Least-Squares Restraints .............          6 Note  

PLAT910_ALERT_3_G Missing # of FCF Reflection(s) Below Theta(Min).          2 Note  

PLAT912_ALERT_4_G Missing # of FCF Reflections Above STh/L=  0.600          3 Note  

   0 ALERT level A = Most likely a serious problem - resolve or explain

   2 ALERT level B = A potentially serious problem, consider carefully

   9 ALERT level C = Check. Ensure it is not caused by an omission or oversight

  14 ALERT level G = General information/check it is not something unexpected

   4 ALERT type 1 CIF construction/syntax error, inconsistent or missing data

   9 ALERT type 2 Indicator that the structure model may be wrong or deficient

   5 ALERT type 3 Indicator that the structure quality may be low

   6 ALERT type 4 Improvement, methodology, query or suggestion

   1 ALERT type 5 Informative message, check

checkCIF publication errors



 Alert level A

PUBL004_ALERT_1_A  The contact author’s name and address are missing,

            _publ_contact_author_name and _publ_contact_author_address.

PUBL005_ALERT_1_A  _publ_contact_author_email, _publ_contact_author_fax and

            _publ_contact_author_phone are all missing.

            At least one of these should be present.

PUBL006_ALERT_1_A  _publ_requested_journal is missing

            e.g. ’Acta Crystallographica Section C’

PUBL008_ALERT_1_A  _publ_section_title is missing. Title of paper.

PUBL009_ALERT_1_A  _publ_author_name is missing. List of author(s) name(s).

PUBL010_ALERT_1_A  _publ_author_address is missing. Author(s) address(es).

PUBL012_ALERT_1_A  _publ_section_abstract is missing.

            Abstract of paper in English.

 Alert level G

PUBL017_ALERT_1_G The _publ_section_references section is missing or

            empty.

   7 ALERT level A = Data missing that is essential or data in wrong format

   1 ALERT level G = General alerts. Data that may be required is missing

Publication of your CIF 

You should attempt to resolve as many as possible of the alerts in all categories. Often the minor alerts

point to easily fixed oversights, errors and omissions in your CIF or refinement strategy, so attention to

these fine details can be worthwhile. In order to resolve some of the more serious problems it may be

necessary to carry out additional measurements or structure refinements. However, the nature of your

study may justify the reported deviations from journal submission requirements and the more serious

of these should be commented upon in the discussion or experimental section of a paper or in the

"special_details" fields of the CIF. checkCIF was carefully designed to identify outliers and unusual

parameters, but every test has its limitations and alerts that are not important in a particular case may

appear. Conversely, the absence of alerts does not guarantee there are no aspects of the results needing

attention. It is up to the individual to critically assess their own results and, if necessary, seek expert 

advice.

If level A alerts remain, which you believe to be justified deviations, and you intend to submit this CIF

for publication in a journal, you should additionally insert an explanation in your CIF using the

Validation Reply Form (VRF) below. This will allow your explanation to be considered as part of the

review process.

Validation response form

Please find below a validation response form (VRF) that can be filled in and pasted into your CIF.



# start Validation Reply Form

_vrf_PUBL004_GLOBAL

;

PROBLEM: The contact author’s name and address are missing,

RESPONSE: ...

;

_vrf_PUBL005_GLOBAL

;

PROBLEM: _publ_contact_author_email, _publ_contact_author_fax and

RESPONSE: ...

;

_vrf_PUBL006_GLOBAL

;

PROBLEM: _publ_requested_journal is missing

RESPONSE: ...

;

_vrf_PUBL008_GLOBAL

;

PROBLEM: _publ_section_title is missing. Title of paper.

RESPONSE: ...

;

_vrf_PUBL009_GLOBAL

;

PROBLEM: _publ_author_name is missing. List of author(s) name(s).

RESPONSE: ...

;

_vrf_PUBL010_GLOBAL

;

PROBLEM: _publ_author_address is missing. Author(s) address(es).

RESPONSE: ...

;

_vrf_PUBL012_GLOBAL

;

PROBLEM: _publ_section_abstract is missing.

RESPONSE: ...

;

# end Validation Reply Form

If you wish to submit your CIF for publication in Acta Crystallographica Section C or E, you should

upload your CIF via the web. If you wish to submit your CIF for publication in IUCrData you should

upload your CIF via the web. If your CIF is to form part of a submission to another IUCr journal, you

will be asked, either during electronic submission or by the Co-editor handling your paper, to upload

your CIF via our web site.

PLATON version of 13/07/2021; check.def file version of 13/07/2021 

http://journals.iucr.org/services/submit.html
http://submission.iucr.org/submit/x
http://journals.iucr.org/services/submit.html


Datablock I - ellipsoid plot



checkCIF/PLATON report 

Structure factors have been supplied for datablock(s) I

THIS REPORT IS FOR GUIDANCE ONLY. IF USED AS PART OF A REVIEW PROCEDURE FOR

PUBLICATION, IT SHOULD NOT REPLACE THE EXPERTISE OF AN EXPERIENCED

CRYSTALLOGRAPHIC REFEREE.

No syntax errors found.        CIF dictionary        Interpreting this report

Datablock: I 

Bond precision: = 0.0000 A Wavelength=0.71073 

Cell: a=5.6350(2) b=5.6350(2) c=18.8810(9) 

alpha=90 beta=90 gamma=90 

Temperature: 193 K 

Calculated Reported 

Volume 599.53(5) 599.53(5) 

Space group I 4/m m m I 4/m m m 

Hall group -I 4 2 -I 4 2 

Moiety formula Bi0.10 Cl4 I4 Pb1.90, 4(Cs) Bi0.05 Cl2 Cs2 I2 Pb0.95 

Sum formula Bi0.10 Cl4 Cs4 I4 Pb1.90 Bi0.05 Cl2 Cs2 I2 Pb0.95 

Mr 1595.62 797.80 

Dx,g cm-3 4.419 4.419 

Z 1 2 

Mu (mm-1) 25.610 25.610 

F000 664.1 664.1 

F000’ 655.34 

h,k,lmax 9,9,31 9,9,31 

Nref 483 440 

Tmin,Tmax 0.008,0.006 0.470,0.747 

Tmin’ 0.004 

Correction method= # Reported T Limits: Tmin=0.470 Tmax=0.747

AbsCorr = MULTI-SCAN 

Data completeness= 0.911 Theta(max)= 36.337 

R(reflections)= 0.0154( 440) 
wR2(reflections)=

0.0384( 440) 

S = 1.260 Npar= 15 



The following ALERTS were generated. Each ALERT has the format

       test-name_ALERT_alert-type_alert-level.

Click on the hyperlinks for more details of the test.

 Alert level B

PLAT911_ALERT_3_B Missing FCF Refl Between Thmin & STh/L=    0.600         38 Report

PLAT940_ALERT_3_B Fsqd Refinement With I > n * Sigma(I) Only .....     Please Check 

 Alert level C

PLAT077_ALERT_4_C Unitcell Contains Non-integer Number of Atoms ..     Please Check 

PLAT241_ALERT_2_C High   ’MainMol’ Ueq as Compared to Neighbors of         I1 Check 

PLAT241_ALERT_2_C High   ’MainMol’ Ueq as Compared to Neighbors of        Cl1 Check 

PLAT910_ALERT_3_C Missing # of FCF Reflection(s) Below Theta(Min).          5 Note  

PLAT913_ALERT_3_C Missing # of Very Strong Reflections in FCF ....         30 Note  

PLAT974_ALERT_2_C Check Calcd Negative Resid. Density on       Cs2      -1.35 eA-3  

PLAT974_ALERT_2_C Check Calcd Negative Resid. Density on       Pb1      -1.20 eA-3  

PLAT974_ALERT_2_C Check Calcd Negative Resid. Density on       Bi1      -1.20 eA-3  

 Alert level G

PLAT003_ALERT_2_G Number of Uiso or Uij Restrained non-H Atoms ...          2 Report

PLAT004_ALERT_5_G Polymeric Structure Found with Maximum Dimension          2 Info  

PLAT019_ALERT_1_G _diffrn_measured_fraction_theta_full/*_max < 1.0      0.864 Report

PLAT042_ALERT_1_G Calc. and Reported Moiety Formula Strings Differ     Please Check 

PLAT045_ALERT_1_G Calculated and Reported Z Differ by a Factor ...       0.50 Check 

PLAT177_ALERT_4_G The CIF-Embedded .res File Contains DELU Records          1 Report

PLAT178_ALERT_4_G The CIF-Embedded .res File Contains SIMU Records          1 Report

PLAT180_ALERT_4_G Check Cell Rounding: # of Values Ending with 0 =          3 Note  

PLAT300_ALERT_4_G Atom Site Occupancy of Pb1        Constrained at     0.9499 Check 

PLAT300_ALERT_4_G Atom Site Occupancy of Bi1        Constrained at     0.0501 Check 

PLAT301_ALERT_3_G Main Residue  Disorder ..............(Resd  1  )        72% Note  

PLAT802_ALERT_4_G CIF Input Record(s) with more than 80 Characters          1 Info  

PLAT860_ALERT_3_G Number of Least-Squares Restraints .............          6 Note  

PLAT912_ALERT_4_G Missing # of FCF Reflections Above STh/L=  0.600          1 Note  

PLAT961_ALERT_5_G Dataset Contains no Negative Intensities .......     Please Check 

   0 ALERT level A = Most likely a serious problem - resolve or explain

   2 ALERT level B = A potentially serious problem, consider carefully

   8 ALERT level C = Check. Ensure it is not caused by an omission or oversight

  15 ALERT level G = General information/check it is not something unexpected

   3 ALERT type 1 CIF construction/syntax error, inconsistent or missing data

   6 ALERT type 2 Indicator that the structure model may be wrong or deficient

   6 ALERT type 3 Indicator that the structure quality may be low

   8 ALERT type 4 Improvement, methodology, query or suggestion

   2 ALERT type 5 Informative message, check

checkCIF publication errors



 Alert level A

PUBL004_ALERT_1_A  The contact author’s name and address are missing,

            _publ_contact_author_name and _publ_contact_author_address.

PUBL005_ALERT_1_A  _publ_contact_author_email, _publ_contact_author_fax and

            _publ_contact_author_phone are all missing.

            At least one of these should be present.

PUBL006_ALERT_1_A  _publ_requested_journal is missing

            e.g. ’Acta Crystallographica Section C’

PUBL008_ALERT_1_A  _publ_section_title is missing. Title of paper.

PUBL009_ALERT_1_A  _publ_author_name is missing. List of author(s) name(s).

PUBL010_ALERT_1_A  _publ_author_address is missing. Author(s) address(es).

PUBL012_ALERT_1_A  _publ_section_abstract is missing.

            Abstract of paper in English.

 Alert level G

PUBL017_ALERT_1_G The _publ_section_references section is missing or

            empty.

   7 ALERT level A = Data missing that is essential or data in wrong format

   1 ALERT level G = General alerts. Data that may be required is missing

Publication of your CIF 

You should attempt to resolve as many as possible of the alerts in all categories. Often the minor alerts

point to easily fixed oversights, errors and omissions in your CIF or refinement strategy, so attention to

these fine details can be worthwhile. In order to resolve some of the more serious problems it may be

necessary to carry out additional measurements or structure refinements. However, the nature of your

study may justify the reported deviations from journal submission requirements and the more serious

of these should be commented upon in the discussion or experimental section of a paper or in the

"special_details" fields of the CIF. checkCIF was carefully designed to identify outliers and unusual

parameters, but every test has its limitations and alerts that are not important in a particular case may

appear. Conversely, the absence of alerts does not guarantee there are no aspects of the results needing

attention. It is up to the individual to critically assess their own results and, if necessary, seek expert 

advice.

If level A alerts remain, which you believe to be justified deviations, and you intend to submit this CIF

for publication in a journal, you should additionally insert an explanation in your CIF using the

Validation Reply Form (VRF) below. This will allow your explanation to be considered as part of the

review process.

Validation response form

Please find below a validation response form (VRF) that can be filled in and pasted into your CIF.



# start Validation Reply Form

_vrf_PUBL004_GLOBAL

;

PROBLEM: The contact author’s name and address are missing,

RESPONSE: ...

;

_vrf_PUBL005_GLOBAL

;

PROBLEM: _publ_contact_author_email, _publ_contact_author_fax and

RESPONSE: ...

;

_vrf_PUBL006_GLOBAL

;

PROBLEM: _publ_requested_journal is missing

RESPONSE: ...

;

_vrf_PUBL008_GLOBAL

;

PROBLEM: _publ_section_title is missing. Title of paper.

RESPONSE: ...

;

_vrf_PUBL009_GLOBAL

;

PROBLEM: _publ_author_name is missing. List of author(s) name(s).

RESPONSE: ...

;

_vrf_PUBL010_GLOBAL

;

PROBLEM: _publ_author_address is missing. Author(s) address(es).

RESPONSE: ...

;

_vrf_PUBL012_GLOBAL

;

PROBLEM: _publ_section_abstract is missing.

RESPONSE: ...

;

# end Validation Reply Form

If you wish to submit your CIF for publication in Acta Crystallographica Section C or E, you should

upload your CIF via the web. If you wish to submit your CIF for publication in IUCrData you should

upload your CIF via the web. If your CIF is to form part of a submission to another IUCr journal, you

will be asked, either during electronic submission or by the Co-editor handling your paper, to upload

your CIF via our web site.

PLATON version of 13/07/2021; check.def file version of 13/07/2021 

http://journals.iucr.org/services/submit.html
http://submission.iucr.org/submit/x
http://journals.iucr.org/services/submit.html
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