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Making molecular machines that can be useful in the macroscopic world 

is a challenging long-term goal of nanoscience.1 Inspired by the protein 

machinery found in biological systems,2,3 and based on the theoretical 

understanding of the physics of motion at the nanoscale, 4 , 5  organic 

chemists have developed a number of molecules that can produce work 

by contraction or rotation when triggered by various external chemical or 

physical stimuli. 6 , 7 , 8 , 9  In particular, basic molecular switches that 

commute between at least two thermodynamic minima, and more 

advanced molecular motors that behave as dissipative units working far 

from equilibrium when fuelled with external energy10,11,12,13 have been 

reported. However, despite recent progresses, 14 , 15 , 16 , 17  the ultimate 

challenge to coordinate individual molecular motors in a continuous 

mechanical process that can have a measurable effect at the macroscale 

has remained elusive.18,19 Here we show that by integrating light-driven 

unidirectional molecular rotors as reticulating units in a polymer gel, it is 

possible to amplify their individual motions to achieve macroscopic 

contraction of the material. Our system uses the incoming light to operate 

under far-from-equilibrium conditions and the work produced by the 

motor in the photostationary state is used to twist the entangled polymer 

chains up to the collapse of the gel. Our design could be a starting point 

to integrate nanomotors in metastable materials to store energy and 

eventually to convert it. 
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The active chemical structures used in this study involve modifications of 

rotary motor 1 (Fig. 1). This functional core unit takes inspiration from the 

seminal work of Feringa and collaborators and, in particular, from their 

development of a second generation of light-driven motors which can rotate with 

high frequencies (up to 3 MHz).20,21,22 For further incorporation in responsive 

macroscopic materials, we have first developed an original asymmetric synthetic 

pathway which allows for the gram-scale synthesis of enantiopure functional 

motors (see Supplementary Information for the synthesis and characterization of 

the molecules). By introducing two chiral auxiliaries of (R) configuration, the 

stereochemistry of (R,R,S)-1 can be fully assigned thanks to single-crystal X-ray 

diffraction. Such chiral motors produce unidirectional rotation when pushed far 

from equilibrium by continuously repeating a sequence of light-activated cis-trans 

isomerization of the central double-bond combined with a thermal helix 

inversion.13 In addition, 1 was modified with two orthogonal sets of two protected 

reactive groups in its upper and bottom parts (ethyl esters and tert-

butyldimethylsilyl ethers, respectively) in order to connect it further with 

polymer chains and to enforce entanglement upon rotation. Following a series of 

chemical transformations, compounds 2 and 3 were obtained as key polymer-

motor conjugates. Even though both of them incorporate two chains of 

tri(ethylene glycol) with a terminal alkyne in their bottom part, they differ from 

the molecular weight of the azide-terminated poly(ethylene glycol) attached to 

their upper part (M = 5 000 g.mol-1 for 2, and M = 10 000 g.mol-1 for 3). In this 

orthogonal configuration, and at high dilution, the two bottom alkyne groups of a 

single polymer-motor conjugate can selectively react with its two upper azides by 

a copper-catalysed Huisgen[3+2] cycloaddition (“click reaction”), which leads to 
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the formation of two triazole units. This double intramolecular cyclisation is very 

efficient to produce with good yields 8-shaped polymers 4 and 5 containing the 

rotary motor in their centers. By using the same click reaction, but at higher 

concentration, the subsequent intermolecular formation of triazoles leads to 

cross-linked chemical gels 6 and 7 which incorporate the rotary motors as 

reticulation units. 

 
The 8-shaped configuration is considered complementary to the gel for probing 

the effect of light-induced rotation in a discrete self-entangled macromolecule 

(Fig. 2). In particular, we have performed small angle X-ray scattering (SAXS) on 

both compounds 4 and 5 in dilute toluene solutions. By using a Kratky 

representation of the scattered intensity, we can observe the presence of a 

characteristic bump for a figure-of-eight polymer,23 with a radius of gyration (Rg) 

associated to the position of the peak in the reciprocal space (Rg(4) = 2.58 nm; 

Rg(5) = 3.48 nm). These values are in agreement with theory for 8-shaped 

polymers made of polyethylene glycol and having such molecular weights (see 

Supplementary Information for details). Interestingly, when compound 4 is 

irradiated in toluene with a UV lamp of 6W (0.96 mW.cm-2 at 366 nm), the shifts 

of the scattering peaks in the Kratky plot indicate an evolution towards smaller 

radius of gyration values (from 2.58 nm to 2.24 nm). In addition, the 50% increase 

of the scattered intensity reveals much higher internal densities of the polymer. 

This global behavior is expected for a mechanically enforced coiling of the self-

entangled polymer chains upon rotation of the motor. These results, obtained on 

an average population of 8-shaped polymers in the reciprocal space, are 

confirmed by imaging individual macromolecules 5 in the real space thanks to 
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atomic force microscopy (AFM) using the peak force tapping mode. In its initial 

state, the 8-shape is clearly evidenced when unfolded on a mica surface. The 

diameter of each ring is in the range of 15 nm, which is in good agreement with 

the expected theoretical value for a cyclic 10 000 PEG chain (Supplemntary 

Information). After UV light irradiation for 15 min, no more 8-shaped 

configurations are detected by AFM, but only collapsed (spherical or more 

elongated) coils with smaller dimensions. This type of conformation is expected 

regarding the winded topology of the contracted 8 upon rotation of the motor.  

For chemically cross-linked polymer-motor conjugates in the form of gel 6 at 

10% w/w in toluene, fluorescence and macroscopic contractions are satisfyingly 

observed at room temperature thanks to a simple irradiation with UV light (Fig. 3 

and Supplementary Movie 1). We concomitantly performed a control experiment 

for which a similar gel was synthesized, but having the rotating double bond 

blocked by an episulfide function (see compound 28 in Scheme S7). In this case, 

the gel did not show any fluorescence and/or contraction after 240 min of 

irradiation in the same conditions, correlating the macroscopic contraction to the 

molecular rotation (Supplementary Movie 2). The macroscopic shape of the active 

gel 6 is not significantly modified during the contraction, indicating an isotropic 

process. By measuring the surface reduction of the gel after 120 min and assuming 

an isotropic effect on the volume, we approximate a maximum contraction of 

about 80%. After longer times of irradiation, we notice a rupture of this gel which 

recovers its initial volume and shape. This event is concomitant with the loss of 

fluorescence in the broken regions (see differences between z1 (not yet broken) 

and z2 (broken) in Fig. 3c, t = 170 min), indicating a probable disruption by 

oxidation of the motor double bond and a loss of conjugation, while keeping a 
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single bond and thus a reticulated topology when unwinded up to its initial 

swollen equilibrium state. The oxidative degradation of the double bond to a 

single one was supported by experiments on individual motors which can be 

damaged with long time UV irradiation and in the presence of air. This reactivity 

of the double bond is greatly enhanced when the gel becomes tensed, but it can be 

delayed for several hours by working under argon or by stopping the irradiation. 

In some experiments, the free energy contained in the tensed gel is so high and the 

dissipative rupture so sudden that it leads to a jump of the entire piece of gel in 

the vial (Supplementary Movie 3). The maximum of energy stored in the gel 

corresponds to the transfer in twisted entanglements of the free energy of the 

motor G° (32 kJ.mol-1; 12.8 kBT per motor) and which characterizes the 

difference between its unstable thermal state and its stable thermal state during 

the helix inversion (Fig. 3d, red curve). Considering that the maximum of 

mechanical work stored in the gel requires 120 min of irradiation, and knowing 

the absorption of the gel at 366 nm over this period, one can estimate an energy 

conversion of 0.15% for the contraction (see Supplementary Information). To 

understand the correlations existing at all scales, we started by plotting the 

contraction of active gel 6 as a function of time (Fig. 3e). One can see that after an 

activation period comprised between 0 and 30 min, and corresponding to the time 

necessary to tense the polymer chains with the first twists, the contraction then 

enters an apparent linear regime for 60 min. This non-equilibrium steady state 

part of the contraction indicates that a single process of twisting is involved (and 

that is not followed by a supercoiling of the polymer chains which would produce 

a second regime of contraction). Then, the contraction slows down at higher 

tension and all the double bond breaks simultaneously at the maximum of twisted 
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torsion, representing an interesting type of chemical activation upon mechanical 

constraints. One can estimate the maximum number of turn (n < 105) in the 

twisted configuration during this time of contraction, as being the ratio between 

the contour length (Lc) of the PEG 5 000 polymer (that is 40 nm) and its 

persistence length (Lp, that is 0.38 nm). It results that the maximum frequency for 

the motor in the gel is Fgel6 = 3.16 10-2 Hz (t1/2gel6 = 22 seconds) at 25°C, 

corresponding to an activation energy G≄gel6 = 81.5 kJ.mol-1 (as the rate limiting 

step of the process is the thermal helix inversion).24,25 This can be compared with 

the activation energy for the polymer free motor  determined by DFT calculations 

(G≄free = 31.9 kJ.mol-1; Ffree = 8.05 MHz; t1/2free = 4.3 10-8 s at 25°C), and which is 

in good agreement with similar structures in the literature.25, 26  This extra 50 

kJ.mol-1 for gel 6 represents the penalty to twist the reticulated polymer chains, 

also meaning that the slope of the contraction as a function of time should be 

dependent on the size27 of the polymers linking the dissipative units of the gel. As 

an example, by contracting gel 7 (with PEG chains having a double molecular 

weight of 10 000 g.mol-1), we could not visualize significant contraction at room 

temperature after 8 hours. However, by raising the temperature to 50°C, a 

maximum contraction was evidenced after 18 hours, illustrating a slower rotation 

frequency of Fgel7 = 3.28 10-3 Hz (t1/2gel7 = 105 s) at 50°C, giving G≄gel7 = 87.0 

kJ.mol-1, and which after extrapolation at 25°C (1.74 10-3 Hz; t1/2 = 200 s) gives a 

speed one order of magnitude slower than 6. Interestingly, gel 7 also leads to a 

maximum contraction of 75-80% (Supplementary Movie 4). By looking closer at 

the topological process, one can determine that in principle the maximum 

contraction is reached for any polymer when each twist reaches the most tensed 

circular curvature with a minimum radius related to Lp. As Lc is invariant, the size 
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of such a twisted chain compared to its untwisted form was determined to be 66% 

(25% in volume). This simple model also indicates that (i) nmax should be 

dependent on Lp for each given polymer, and that (ii) for sufficiently soft twisted 

polymer chains and without supercoiling, the contraction should be always close 

to a ratio of (2/) for the maximum number of turn (nmax) at the end of the 

process, as observed experimentally (see Supplementary Information). 

This very strong macroscopic contraction was also probed at the microscopic 

scale by AFM (Fig. 4). Images of the gel surface show an important change in the 

average size of the pore diameters when comparing the initial state (8 nm) and 

the contracted state (20 nm). This confirms that the macroscopic contraction is 

the result of the microscopic twisting of entangled polymer chains in the tensed 

gel, leaving more empty spaces (i.e. larger pores) between denser winded regions. 

The initial size of the pores is recovered after oxidation of the motor double bond 

to a single one for longer times of irradiation, which is also in agreement with an 

uncoiling of the gel while keeping its overall network topology. Complementary 

SAXS experiments show that the Lorentzian analytical form prevailing for a semi-

dilute polymer solution28 cannot really describe the scattered intensity from gel 6 

at swelling equilibrium. That presumably results from the existence of 

heterogeneities as well as from the form factor of the chemical junctions in the gel. 

Nevertheless, we measure a very strong increase of the scattered intensity upon 

irradiation, indicating a densification of the polymer chains by aggregation and 

shrinkage at maximum contraction, in agreement with macroscopic and AFM 

observations as well as with the proposed simplified model of twisting. 

The unidirectional rotations of molecular motors fuelled by light and working 

out of equilibrium are thus able to produce powerful macroscopic contraction by 
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operating together in a fully integrated metastable system when coupled to 

properly entangled polymer chains. This actuation results from the work 

performed by the motor that twists the polymer chains (instead of being fully 

dissipated thermally), and transforms a nanorotation into a contraction event at 

higher scales. In such a topology, the maximum number of turns nmax is dependant 

on Lp and Lc, but the contraction ratio is invariant when reaching nmax. The rate of 

rotation in the gel is strongly dependent on the size of the polymer but, with a 

suitable chemical design, it can reach sufficient frequencies at room temperature 

to be of practical interest. Such system represents a new and general way to 

connect molecular motors at all scales and up to the macroscopic one. By essence, 

it profoundly differs from any material based on machines that switch stepwise 

by a dual activation between two thermodynamic minima and which can work 

only when pre-oriented in the solid state29,30 or at surfaces.16,17 Indeed, our system 

can function: (i) continuously out of equilibrium, (ii) using a single stimulus, (iii) 

in an isotropic medium submitted to Brownian motion,7 and (iv) by increasing its 

global free energy over time. In particular, this means that such materials can 

store energy from light in entangled polymer chains by mainly decreasing their 

entropy in twisted topologies. Further uses of this energy in other processes 

different from mechanical motions, such as in catalysis, represent some of the next 

possible challenges.   
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Figure 1 ǀ General chemical design to access enantiopure polymer-motor conjugates. 

Key molecular motor intermediates 2 or 3 can be engaged either (i) in a double intramolecular 

“click” cyclisation catalysed by Cu(I) yielding 8-shaped compounds 4 and 5 which incorporate 

the rotary unit in their core; or (ii) in a intermolecular “click” cross-linkage catalysed by Cu(I) to 

yield chemical gels 6 and 7 which incorporate rotary units as mechanically active reticulating 

nodes. The blue color highlights the rotor part of the motor, while the red part shows the stator 

part, both linked by the axial photoisomerizable double bond.  
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Figure 2 ǀ Characterisation of mechanically active 8-shaped polymer-motor conjugates. 

a,  Schematic representation of an 8-shaped polymer-motor conjugate which, due to its self-

entangled topology, coils up the rings and reduces its size upon light-activated rotation. b, 

Kratky plot representation of the scattered intensities of 8-shaped compounds 4 and 5 ([c] =  

10-2 g.cm-3 in toluene) before light irradiation. c, Kratky plot representation of the scattered 

intensities of 8-shaped compound 4 upon light irradiation; the dashed region shows the shift of 

the bump in the reciprocal space. d, AFM images of isolated uncoiled 8-shaped 5 on a mica 

surface before light irradiation. e, AFM images of isolated coiled 8-shaped 5 on a mica surface 

after 15 min of light irradiation (with a lamp power of 0.96 mW.cm-2). 
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Figure 3 ǀ Macroscopic behaviour of a mechanically active gel based on a chemically 

cross-linked polymer-motor conjugate system. a, Gel 6 at 10% w/w in toluene. b,  
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Schematic representation of a cross-linked polymer-motor conjugate which, due to its 

mechanically active entangled topology, coils up the polymer chains and reduces the entire 

size of the network upon light-activated rotation (see Fig. 3e). c, Snapshots taken from a movie 

(see Supplementary Information) showing time-dependent macroscopic contraction of a piece 

of gel 6 immersed in toluene and upon UV light irradiation (lamp power = 0.96 mW.cm-2). At t 

= 170 min, z1 corresponds to a region still contracted and z2 corresponds to a region which 

starts disrupting. The gel is at the bottom of the vial and kept immersed in a large excess of 

toluene all along the experiment in order to keep it swollen in solvent and thus avoiding 

shrinkage by evaporation. d, Simplified energy diagram of the polymer free motor (blue) and of 

the polymer motor conjugate 6 (red) showing the typical variation of free energies for a 180° 

rotation and, in particular, highlighting the increase of the transition state in the gel by 50 kJ.mol-

1 during the rate limiting thermal step (helix inversion). The molecular models were obtained by 

DFT calculations. e, Overview of the contraction during the irradiation experiment, extracted 

from Supplementary movie 1, and showing the non-equilibrium steady state during the twisting 

of the polymer chains in an apparent linearity (red line is shown to guide the eye). 
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Figure 4 ǀ Micro- and nanoscopic characterizations of mechanically active gels based on 

chemically cross-linked polymer-motor conjugates. a, AFM images of gel 6 submitted to 

different irradiation times of UV light (0.96 mW.cm-2): before contraction (t = 0), after contraction 

(t = 135 min), and after rupture (t = 195 min). b, Detailed AFM images before and after 

contraction of gel 6 upon UV light irradiation, showing an increase of the average pore sizes 

from 8 nm to 20 nm. c, SAXS data obtained before and after irradiation of gel 6.   
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