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Abstract: This paper proposed a new approach to achieve full characteristic of highly non-linear current 
density-electric field (J-E) curve, which depends on various key factors in terms of filler concentration, 
temperature, input voltage level, and structuration of ZnO particles (i.e. aligned or randomly dispersed). 
The homogeneity of particle distribution within the polymer matrix, together with the chain-like structure 
of the aligned composites elaborated with various ZnO volume fraction was verified via microscopic 
investigations. Numerical simulation was also conducted through COMSOL Multiphysics, giving an 
estimation of field distribution around ZnO phase. Experimental characterization in addition to analytical 
models was established using varying (sinusoidal) or direct current (DC) tests. The DC test was carried 
out in order to identify the conduction profile as well as the percolation threshold of ZnO samples. 
Temperature also has considerable influence on the switching field and the dielectric permittivity of the 
nonlinear composites. In the sinusoidal test, current discrimination was adopted using bipolar polarization 
loop, allowed the detailed quantification of conductivity values, while prediction in the capacitive current 
density enabled to distinguish the relative permittivity. These results demonstrated that the electrical 
properties of ZnO compound, such as conductivity and permittivity, substantially enhanced with the 
increasing filler content, especially when the samples were subjected to dielectrophoretic manipulation. 
Further analysis was carried out on sinusoidal unipolar polarization to predict the dielectric loss factor as 
function applied field. Finally, by playing on different pertinent parameters, it was possible to efficiently 
control the electric and mechanical characteristics of ZnO composite. Such properties are highly important 
in application of microvaristors used as protection devices. By associating with other features of ZnO like 
piezoelectricity, this material is undoubtedly of high interest in medical use where multifunctional system 
design becomes mandatory. 

 Keywords: Micro ZnO composites, Structured materials, Dielectrophoresis method, Electric and 
mechanical characterizations, Dielectric and conduction losses, Temperature stability. 

1. Introduction 

Zinc oxide (ZnO)-based composite material, where ZnO particles are embedded in the polymer, 
attracts increasing interests due to the combination of the remarkable intrinsic properties of ZnO and the 
mechanical flexibility, stability of polymer matrix [1–6]. Owing to the excellent electric, optical, 
piezoelectric properties of ZnO, ZnO composites are utilized in a wide application such as microvaristors, 
thin film transistors, biosensor, energy harvester [7–10]. As compared to traditional piezoelectric 
transducer like piezo-ceramic lead zirconate titanate (PZT) [11,12] and poly(vinylidene fluoride) piezo-
polymers [13], ZnO/polymer composite is regarded as potential candidate for commercial piezoelectric 
thin film due to the low-cost fabrication, abundance, biocompatible and mechanical properties. It has been 
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demonstrated that when blending ZnO nanoparticles into a photosensitive polymer matrix (SU-8), a 
comparable piezoelectric coefficient, up to 23 pmV–1, was observed [14].  

Microvaristor is one of important applications using composite based polymeric matrix filled with 
semi-conductor (e.g. ZnO) powder [15]. Such a device is widely used to minimize the localized field 
enhancement, making microvaristor compounds great potential to vary and adapt electrical characteristics. 
For conventional varistors, a high sintering temperature (around 1000 °C) is required to form stereotyped 
pattern, meanwhile ZnO-based microvaristor composites only need a curing temperature of around 100 °C 
and enable to construct into the flexible substrates, shapes. Therefore, ZnO microvaristors are widely 
employed in the high voltage application such as stator coils, polymer insulator, electric-field grading of 
bushing, cable accessories [16–19]. Recently, the electric nonlinear field-dependent conductivity has been 
characterized in ZnO-epoxy, ZnO-LLDPE, ZnO-LDPE when the filler concentration above the 
percolation threshold [20–22]. A fundamental knowledge of the ZnO microvaristor is necessary to 
understand its non-linear characteristics, which is considered as dependent on the particle concentration, 
material properties, and voltage application.     

In previous work, the effects of ZnO filler concentration on the electric, dielectric and piezoelectric 
properties of ZnO/PDMS thin film have been confirmed [24]. One of the key factors that influences these 
properties is the arrangement of the phases such as chain-like structure. Indeed, the connectivity of the 
filler controls the distribution of the electric flow in the material [25,26]. Composites with 0-3 
connectivity, which consists of homogeneously dispersed particles in the matrix, are the most commonly 
produced because of their simple fabrication [26,27]. However, they require large volumetric contents to 
achieve reasonable performance, which considerably deteriorates the mechanical properties. A solution to 
this problem is to align the fillers in columns within the matrix. In anisotropic structure, called 1-3, the 
particles are closely aligned in preferred direction, allowing to boost the electromechanical coupling of the 
composite without increasing too much its concentration [13]. It was demonstrated in [24] that significant 
enhancement in the dielectric and piezoelectric behavior has been achieved through dielectrophoretic 
manipulation of ZnO particles, as opposed to the 0-3 matrix.  

With the aim of efficiently exploiting potential of ZnO based PDMS polymer in microvaristor 
application, more detailed analysis of their electrical and mechanical properties is involved in this study. 
Actually, previous work [24] only dealt with the dielectric and piezoelectric of ZnO materials under low 
electric field. It should be understood that when the applied input excesses the switching field, ZnO 
becomes more conductor than capacitor, which is manifested by its semiconductor properties. To fully 
assess the dielectric and piezoelectric performances of ZnO composite, it is important to thoroughly 
analyze the electric response under a high voltage excitation as well. To some extents, the resulting 
current of ZnO sample can be modeled by three components including ferroelectric, dielectric, and 
conduction mechanisms. The weighting given to each component strongly depends on the material 
properties and essentially on the applied voltage level. Consequently, exploring behavior of polarization 
hysteresis loop of ZnO microvaristor under large range of electric field becomes mandatory to further 
understand its nonlinear characteristics. Few research works have clearly identified these three 
mechanisms of ZnO materials. Eventually, the field effect of dielectric losses was not addressed either, 
despite its important contribution under low frequency and high input voltage.  

Experimental characterizations together with theoretical model developed in this work are of interest 
to efficiently exploit ability of ZnO composite, which is revealed to be promising in piezoelectric and/or 
semiconductor devices. Previous work [24] showed a potential of ZnO composite as piezoelectric sensor 
for measuring pressure in heart or blood vessels, thanks to its biocompatibility. Always in medical field, 
this work, however, presented another application of ZnO based on its semi-conductor behavior. The 
objective consists of developing of a smart catheter used in PFA (pulse field ablation) to treat cardiac 
arrhythmias. On one hand, ZnO can be used to efficiently drive the electric field into the heart tissue, 
thanks to its good dielectric property. On the other hand, it can be exploited as microvaristor due to its 
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nonlinear electrical behavior. The system allows to trigger corona and partial discharges in high voltage 
equipment during PFA procedure, ensuring patient’s safety [28]. 

 The principal task of this study is to perform a full characterization of ZnO/PDMS composite 
involving electric and mechanical properties, as well the influence of dielectrophoretic orientation together 
with filler concentration. The structure of the paper is organized as follows. Firstly, section 2 discusses the 
film fabrication process as well as characterization methods to get the electrical and mechanical responses. 
Tests for temperature stability of 0-3 and 1-3 composites are also described. Secondly, results and 
comments are carried out in section 3 including several objectives that are outlined below: 

• Microscopic evaluations are conducted to examine the alignment effect of material doped with various 
filler concentration. 

• Electric field distribution of 0-3 and 1-3 ZnO/PDMS matrix has been modelled and simulated in 
COMSOL model.  

• Current density vs. field (J-E) characteristics under DC test are performed in order to identify the 
switching field (i.e. relating to the percolation threshold of conducting path) and the conductivity of 
all samples, either random or aligned structure. Temperature stability are also investigated in both 
dielectric spectroscopy and electrical test. 

• J-E characteristics under unipolar and bipolar high voltage applications are carried out. Analytical 
models together with experiment are involved to identify different components (i.e., ferroelectric 
polarization, capacitive behavior, and conduction mechanism-based Ohm and hopping effect) 
contributing to the current response. Relevant parameters such as permittivity, conductivity, and 
dielectric losses were extracted from the J-E curve.  

• Mechanical characteristics-based stress-strain curve is performed, making a simple way to estimate 
the Young modulus as well as the ultimate tensile strength of all developed composites. 
 

Thirdly, section 4 shows a potential application of the developed material in medical field, especially for 
the recent technique of PFA. Finally, concluding remarks and future perspective are drawn in section 5. 

2. Fabrication of composites and method of characterization 

2.1. ZnO/PDMS composites film fabrication 

ZnO micropowder (~10 µm, 99.9% purity) were provided by US Research Nanomaterials Inc. with a 
mass density of 5.6 g/cm3. The polydimethylsiloxane (PDMS) elastomer kit including base and curing 
agent were purchased from Trademark of The Dow Chemical Company. In order to analyze the impact of 
ZnO content on the properties of composite, four different volume fractions of ZnO (consisting of 10%, 
20% 30%, 40%) were prepared. Among them, 0-3 composite films doped with ZnO particles randomly 
dispersed were fabricated through solution casting method. Meanwhile, 1-3 composite films with aligned 
ZnO particles were elaborated via dielectrophoretic manipulation. This method employed a high electric 
field of 1 V/µm amplitude and 1 Hz frequency subjecting to the sample during the curing process. The 
detail fabrication has been elaborated in previous work [24]. The thickness of the samples, which is 
difficult to be controlled during the dielectrophoresis, are quite different (i.e. around 500-700 µm). The 
thickness of samples was precisely measured using a mechanical comparator (Florenza) to calculate the 
stress. 

2.2. Electrical characterization  

Circular gold electrodes with a 20mm diameter and 30nm thick were deposited on both sides of 
samples by sputter coater (Cressington, 208HR). A film of 25 mm diameter was clamped in a sample 
holder between two copper electrodes. Firstly, a high voltage (DC or sinusoidal) was applied on the 
electrode of the film using a waveform generator (Agilent, 33210A) coupled with a high voltage amplifier 
(Trek, Model 20/20C). Secondly, the resulting was detected by a low-noise current preamplifier (Stanford 
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Research Systems, SR570) with a gain setting from 10-500 µA/V. Lastly, these signals were monitored 
and recorded in digital storage oscilloscope (KEYSIGHT, DSOX1102G). It is noteworthy that an 
application of sinusoidal waveform allows to achieve polarization loop of all samples. Analytical model 
was then carried out so as to distinguish the conduction, the dielectric, and the ferroelectric responses. On 
the other hand, under DC electric field application, only conduction behavior got involved, making it 
possible to accurately determine the electric conductivity. 

Broadband dielectric spectroscopy of the composites was performed using an impedance-analyzer 
(Solartron SI-1255 together with an interface 1296) at ambient temperature via a sample holder 
(AMETEK, 12962A). The dielectric spectra were acquired using a varying electric field with an amplitude 
of 1 Vrms and a frequency range of 0.1 Hz to 1 MHz.  

2.3. Temperature stability  

In order to investigate the influence of temperature on the electric polarization loop, the entire sample 
holder was placed into an oven (Votsch IndustrietechnikTM, VT7004), allowed the control of temperature 
with high precision. Samples were exposed to a large temperature range, increasing from –10 ºC to 110 ºC. 
For each temperature change, 30 mins waiting time was required to achieve a stable state. Voltage and 
current measurements were descripted on subsection 2.2. Experimental test was carried out under DC 
voltage excitation, considering that the conduction property (i.e. dominant at static regime) is strongly 
temperature dependent. 

Also, dielectric spectroscopy can be investigated under temperature range from -10 ºC to 110 ºC, 
thanks to a cryogenic controller (ITC503). To create the low temperature, liquid nitrogen was employed 
by placing it in a vacuum chamber driven by a vacuum pump. 

2.4. Mechanical characterization  

Experimental monotonic tensile testing was applied to evaluate the mechanical properties of the 
ZnO/PDMS composites. Based on linear elastic behavior , defined by stress-strain relationship, it was 
possible to define the Young modulus of the materials [9]. The samples are cut into around 30 × 2 mm² 
stripes and fixed with two boundaries of Shimadzu TCE-N300 load frame. A ramp-up tensile load at rate 
of 0.1 mm.s–1 was applied to a uniaxial stress-strain pattern. The composites were subjected to an 
increasing force until breakdown occurs. This test allowed to determine the ultimate tensile strength (Tmax) 
that the material can withstand while being stretched before breaking. Sampling frequency of 100 Hz was 
chosen to acquire and record both displacement and force signals, which enable to infer the stress and the 
strain data.  

3. Results and discussion 

3.1. Material morphology  

In order to evaluate and compare the particles distribution of aligned and random ZnO/PDMS 
composites, SEM analyses were carried out using a scanning electron microscope (FlexSEM 1000 Ⅱ, 
HITACHI). Figure 1 displays the SEM image of specimens with a volume fraction increasing from 10% 
to 40%, and the particles dispersion is either random or aligned.  

For the non-aligned 0-3 samples, ZnO particles were randomly distributed within PDMS polymer 
matrix, implying a homogeneous dispersion of samples. Inversely, an anisotropic spatial arrangement of 
reinforced particles was clearly visible in case of the aligned composites treated with dielectrophoresis. It 
is noticed that the lower the filler content, the easier the alignment effect can be observed [29]. For 
instance, in case of the 10% vol. 1-3 composite, particles have enough space to create chain-like structure 
along the field direction. When the filler content is increased, inter-chain interactions are getting stronger 
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and compete with their interaction with the external field. Consequently, that chains tend to merge 
together to form a network-like structure, due to greater impact of interactions between particles, caused 
by their smaller distances. In other words, this behavior is attributed to the fact that at high density 
composite, interactions between laterally adjacent particles overwhelms the dielectrophoretic force [14]. 
Consequently, in the 30% and 40 % aligned samples, observation of particle alignment is not evident with 
respect to the one of 10% and 20%. 

 

vol. Random Aligned 

10% 

 

20% 

 

30% 

 

40% 

 

Figure 1. SEM images of random and aligned samples at different volume fraction (the scale bar is of 400 µm). 

3.2. Electric field distribution based 2D COMSOL model 

In order to have an idea about the distribution of the field within the particles and its surroundings, 
2D COMSOL model is carried out. In the FEM simulation, ZnO circular particles with a diameter of 10 
µm are defined, embedded in PDMS polymer with 80 µm long × 70 µm wide. The bottom of the matrix is 
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electrical ground whereas a potential is applied on the top, allowing to drive an electric field to the whole 
matrix. In this study, two different levels of electric field are chosen, i.e. 0.5 V/µm and 2 V/µm. Under 
low electric field, the ZnO particles are dielectric isolation as their applied electric field is under the 
switching value. On the other hand, when the electric field excesses the switching value, ZnO becomes 
conductor, leading to drastically increase current through the samples.  

Several studies have been investigated to characterize the electrical properties of ZnO material whose 
properties strongly depend on level of the input field. In [30], current-voltage characteristics of a photo-
conducting organic liquid-crystal film based Zinc octakis (b-decoxyethyl) porphyrin (i.e. ZnODEP) was 
performed, allowing to deduce the electric field threshold of around 0.15 - 0.2 V/µm. Alternatively, 
Ahmad et al. demonstrated that under low applied electric field, the relative permittivity (real part) of the 
ZnO powder was constant, and then drastically drop when the electric field attains the threshold value (i.e., 
approximately 0.15 - 0.9 V/µm) [31]. Actually, in a classical capacitor made of dielectric material, the 
high conductance causes internal leakage of the capacitor, resulting in lower capacitance [32]. Under low 
applied electric field, ZnO composite behaves as a typical dielectric material, which contains two main 
components (capacitive and resistive). In that case, the capacitive component is considered to be dominant, 
as low conduction current is observed. On the other hand, when being subjected to increasing electric field 
that exceeds the percolation threshold, the current density flowing through the material drastically 
increases, and the material acts like resistor rather than capacitor [33]. This confirms the semiconductor 
behavior of ZnO composite, which can be employed as microvaristor system. A lot of studies investigated 
on current-voltage characteristics of ZnO composites, but none of them has yet investigated on their 
electric-field dependence where several effects would appear simultaneously. The next subsection will 
clearly address this issue.  

Preliminary COMSOL model results illustrate the electric field distribution in random and structured 
micro-composites with a concentration of 30% vol. Two different amplitudes of electric field are used, i.e. 
0.5 V/µm (Figure 2 a-b) and 2 V/µm (Figure 2 c-d). The results in Figure 2 a-b confirm that whatever the 
material configuration (0-3 or 1-3), the ZnO particle is a dielectric isolation, as the electric field driven 
within the particles is significantly lower than the switching value (~ 0.2 V/µm). On the other hand, under 
higher input excitation (cf. Figure 2c-d), ZnO passes from isolator to conductor, which is the reason of 
much higher electric field affecting to the particles (i.e., excess the switching value). In the 1-3 materials 
(Figure 2 b and d), as the axes of the particle chains are oriented perpendicular to the active surface (i.e., 
applied by an electric potential), the electric field would mainly affect the interparticle interactions within 
the same chain. This leads to homogenous electric field distribution of all particles, which is contrary to 
the case of the 0-3 matrix (Figure 2 a and c). Interestingly, when the composite is subjected to an 
intermediary level of 1 V/µm, the aligned particles become conductor whereas the random ones are still 
isolator, as its switching field is superior to the one of the 1-3 matrix. 

 Regardless the structure of the samples (0-3 or 1-3), the electric field level is greatly higher in the 
polymer matrix than in the particles, especially around the particles, the electric field becomes maximum. 
This result is consistent with the one of Pedroli et al. [34], where the electric field is always more 
significant in the material with lower dielectric permittivity (in polymer, for instance). 
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a) Random ZnO/PDMS composite excited by 0.5 V/µm 

 

b)   Structured ZnO/PDMS composite with 0.5 V/µm 

 

                                                c)  Random ZnO/PDMS composite excited by 2 V/µm 
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                                                d)   Structured ZnO/PDMS composite with 2 V/µm 

Figure 2. Electric field distribution in random and structured micro-composites with 30% volume fraction (on the 
left-hand side), and a closer view of the particles (on the right-hand side).  

3.3. DC current density – electric field characterization  

   This section aimed to show the nonlinear current density – electric field (J-E) characteristics of both 
0-3 and 1-3 ZnO/PDMS composites doped with different filler concentrations. To obtain a point-to-point 
curve, all samples are subjected to a number of DC voltage levels until they reached the switching value. 
It will be shown that any increment voltage beyond the switching value promotes large conduction current 
flow in the materials. In this test, the amplitude of applied electric field was limited at 2 V/µm so as to 
avoid initiation of breakdown, which eventually caused damage to the test samples. For each measured 
point, after a 10 mins waiting, current across the sample attained the steady state that was measured 
through the current amplifier. For a better visualization of the isolator-semiconductor transition, which is 
situated around the percolation threshold characterized by the switching field, different samples subjected 
to different fields are displayed in the J-E curve. Actually, the percolation depends on the sample’s 
concentration and structuration (0-3 or 1-3 connectivity). 

Figure 3 explains how the nonlinear conductions behaviors vary with the filler concentration. As 
reported by Yang et al., this issue can be justified by considering influence of the conduction path made 
by ZnO/ZnO connectivity [35]. When the filler concentration is below the percolation threshold, the 
composite behaves as an insulator. As soon as conduction paths develop above the percolation threshold, 
the composite manifests nonlinear properties. Some of the conduction paths are mainly straight, while 
others are curved. The shortest conduction paths are those with the greatest current density, because the 
conductivity of the paths is the largest [36]. Thus, the main conduction paths are shorter and straighter at 
higher filler concentrations, leading to lower switching field. Inversely, the conduction paths in low filler 
concentration are mostly roundabout and curved, because of predominant resistive connectivity between 
particles and polymer, giving raise to higher switch field. The switching fields (Es) of the composites are 
shown in Table 1. 
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Figure 3. Nonlinear J-E characteristics of random and aligned-ZnO/PDMS composites at filler content of 10%, 20%, 

30%, 40%. Dotted lines represent the 1-3 aligned samples whereas dashed line depict the 0-3 random samples. 

It is expecting in Figure 3, that whatever the applied electric field, the 0-3 composites with low ZnO 
content (10% and 20% vol.) always perform as an insulator where no switching field exists. Nonetheless, 
the 1-3 aligned structures doped with the same concentration allows the creation of the conduction path, 
being confirmed by apparition of the switching field. The result demonstrates that the dielectrophoretic 
alignment on ZnO particles successfully enhances the electric response of the composite. For instance, the 
1-3 matrix with 20% vol. exhibits higher current density than the 0-3 matrix with 40% vol.  

 The J-E characteristics described in Figure 3 clearly shows the semi-conductor property of the ZnO 
composite, which consists of two different slopes: The first slope exhibits very low level, corresponding to 
the insulating behavior below the switching field. The second slope, on the other hand, drastically increase 
when the material becomes conductor. In that case, the charge carriers get enough energy to freely move 
through the material, resulting in significantly enhanced current density. Table 1 shows the conductivity 
value (σ) of all samples (except the random composites filled with 10% and 20% where no switching field 
exists), which is deduced from the second slope. Clearly, the conductivity increases with the increasing 
filler content. Furthermore, its value is higher in the case of the 1-3 composites compared to the 0-3 ones. 

Table 1 describes the nonlinear coefficient α of random and aligned composites elaborated with ZnO 
concentration of 10%, 20%, 30%, 40%. The nonlinear coefficient α is calculated as [37]: 

                                    � �
����	

�

����	

�

                                                                                              (1) 

where �� and �� are the measured current densities with amplitude of 1 A/m² and 10 A/m², respectively; �� 
and �� are the corresponding DC applied electric field. In case of the 10% and 20% random composites, 
as well as the 10% aligned composite, it is not possible to calculate α as their current densities cannot go 
up 10 A/m².  

The nonlinear coefficient α gradually increases with the increasing ZnO concentration, which is 
attributed to the incremental conduction path in composites. Also, the 1-3 structure favors the nonlinear 
behavior, leading to 10% increase in the value of α with respect to the 0-3 matrix. Interestingly, for the 30% 
and 40% composites with aligned structure or not, the nonlinear coefficients are almost identical. This can 
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be explained that in such high concentration composites, the amount of active short conduction path 
almost saturates, and little discrepancy was observed. 

 

Table 1. Nonlinear coefficient (α) of random and aligned composites at 10%, 20%, 30%, 40% volume fraction. 

��%��� ε��%��� ��%��� ��%��� 

����� !"# (V/µm) - - 1.39 1.09 

�$�%�&'()* (V/µm) 1.93 0.98 0.88 0.85 

+�� !"# (S/m) - - 1.60E–5 2.05E–5 

+�,-. /! (S/m) - 1.99E–5 2.73E–5 2.87E–5 

��� !"#  - - 6.51 6.52 

�%�&'()* - 5.96 7.21 7.24 

 

Finally, the shape of the curve described in Figure 3 clearly showed the nonlinear characteristic of J-E 
curve, which consists in a transition from dielectric to semiconductor behavior. The root cause of the 
sharp increase in the current density around the switch field could be originated from the charge 
accumulation on the grain boundaries of ZnO crystals. Due to arrangement of oxygen atoms, Schottky 
barriers are formed on the grain boundary and a depletion layer is formed within the ZnO grains [38]. 
Therefore, charges are accumulated in the depletion layers until the Schottky potential barrier is reached, 
which elaborates the conduction mechanism in the ZnO material [31]. 

3.4. Temperature stability 

3.4.1. J-E characteristics under temperature variation  

In this section, the influence of temperature on the electric properties of developed materials was 
investigated. Figure 4 displayed the nonlinear J-E characteristics of the random and aligned composites 
elaborated with 40% of ZnO content, which were measured at various temperatures in the range –10 °C to 
110 °C. It can be seen in that for both 0-3 and 1-3 structures, the switching field gradually increases with 
increasing temperature from 10 °C to 110 °C. The primary reason is that growing temperature facilitates 
the contact resistance between the fillers, leading to higher switch field [35]. More specifically, because of 
the large discrepancy of thermal expansion coefficient between ZnO particles (around 4.3× 10�12��) [39] 
and PDMS polymer (around 9.6× 10�32��) [40], the expansion of matrix may block the formation of 
conduction path and also transform a thin insulation gap into thick gap between ZnO particles. 
Additionally, enhancing temperature makes the interaction force between fillers increase, resulting in 
large face contact interfaces and resistance [41]. Therefore, an increment of switching field is expected in 
composite measured at increasing temperature.  

Interestingly, it was observed a decreasing trend of switch field from negative temperature (–10 ºC) to 
positive temperature (10 ºC), which may be ascribed to the temperature effect on carrier transport between 
ZnO particles and segmental mobility of polymer. The energy bandgap of semiconductor tends decrease 
electron concentration in the conduction band with increasing temperature, resulting in lower switch field 
and sharper increase in current density when a high voltage is applied [20,42]. Also, the liberation of 
charge carriers from traps to greater mobility at high temperature improves the conductivity and thereby 
decreases the switch field [43]. It therefore seems that the increase of carrier transport through the ZnO 
particles dominates the conductivity of the composites at low temperatures between –10 °C and 10 °C, but 
the increase in contact resistance dominates between 10 °C and 110 °C. Consequently, the temperature 
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dependence of the J-E characteristics is a result from two competitive effects, i.e., contact resistance and 
carrier transport.  

 

 
Figure 4. Nonlinear J-E characteristics of (a) random, and (b) aligned-ZnO/PDMS composite with filler content of 40% 

at different temperatures. 

3.4.2. Dielectric characterization under temperature variation 

Figure 5 showed the temperature dependence of the dielectric constant (4�5  ) and the loss tangent with 
frequency in the range 0.1 Hz–1 MHz. It was pointed out in the previous work that the higher the particle 
concentration, the higher the broadband dielectric variation [24]. In other words, the frequency-dependent 
behavior is more observable in the case of ZnO composite filled with 40% vol., as opposed to the other 
containing lower fraction content. Hence, in this study, the 40% sample is considered be the most 
representative for temperature-stability analysis of the dielectric properties. For a sake of simplicity, only 
result of the aligned composite is shown. 

As seen in Figure 5 (a), the decrease relative permittivity (4�5 ) with increasing frequency at a given 
temperature is related to dielectric relaxation of polymer [44,45]. Specifically, this behavior can be 
explained by the fact that at high frequency, dipoles are not sufficiently rapid to orient themselves, 
provoking a lag between the oscillating dipole and the applied field dynamics [46,47]. Nonetheless, at low 
frequency, high 4�5  value is probably originated from the interfacial polarization induced by large 
discrepancy in the permittivity of ZnO and PDMS matrix. Meanwhile, the dielectric loss (tan9) decreases 
rapidly within low frequency range, which is due to the free charge motion within matrix based on 
hopping contribution [48,49]. On the other point of view, Aldar et al. [50] stated that such a behavior was 
originated from the basis of space charge polarization, i.e. dedicated to the Debye-type dielectric 
dispersion. It was pointed out by Macdonald [51] that the internal electric field induced by the space-
charge polarization became so inhomogeneous that the field intensity near electrodes was very high while 
midway between electrodes was nearly zero. This causes the localized accumulation of charges under the 
applied external field and thereby enhancing the space charge polarization. Interestingly, the dielectric loss 
is stable between a frequency range of [50 Hz ,100 kHz]. On the other hand, an upward trend occurs at 
higher frequency (i.e. beyond 100 kHz), which is ascribed to the relaxation of dipolar orientational 
polarization [52–54]”. It is reveled in Figure 5 (b) that a peak in the tanδ loss might be observed beyond 1 
MHz, i.e., similarly to the one reported in [55]. Generally, dipole relaxation in a dielectric material (e.g. 
PDMS) is undesirable for capacitor applications because this process is usually accompanied by great 
variations in permittivity (4�5 ) and tanδ.” 
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Figure 5. Broadband dielectric spectroscopy including (a) dielectric constant, and (b) dielectric loss tangent of the 40% 

vol. aligned samples at different temperature. 

Regarding the dielectric characterization under temperature variation of a typical dielectric composite, 
Ramajo et al. and Hadik et al. identified three major mechanisms [56,57], that can be cited as following: 

1) The dielectric response of the filler is temperature dependent, which is due to the changes in the filler 
structure (below Curie temperature). It has been reported that the dielectric properties of 
semiconductor/polymer composites are greatly affected by the conductivity of fillers. In other words, 
dielectric constant of the composites enhances with respect to an increase in the filler’s conductivity. As a 
result, the dielectric constant of semiconductor fillers usually increases with the increase of temperature 
[58].  

2) The segmental mobility of polymer with temperature: The higher the temperature, the greater the 
freedom of the dipole molecular movement. This leads to improvement of dielectric constant. 

3) The contact between the ZnO particles is interrupt due to the thermal expansion of PDMS matrix, 
results in decrease in electrical conductivity, thus reducing the dielectric constant.  

Under an excited electric field, particles of ZnO in micro size act as dipoles and obtain high freedom 
of movement to reach high dielectric constant [59]. However, as the applied input voltage is relatively 
small (i.e. 1.4V amplitude, corresponding to 2-3 mV/µm), enhancing in both dielectric constant (ε;5 ) and 
electrical conductivity with increasing temperature can be neglected. Thereby, the decrease trend of ε;5  
with temperature in Figure 5 would be mainly affected by the dielectric properties of PDMS or the 
interaction between two constituent phases. On one hand, at a high temperature, the interruption of the 
conduction path in ZnO/PDMS composite makes it difficult for dipoles to arrange at a certain direction 
when subjected to electric field. On the other hand, increasing the mobility of dipole molecular chain of 
PDMS polymer with temperature could favor the dielectric constant, to some extent. Based on the result 
of Figure 5, it is possible to conclude that the main reason of the dielectric characterization under 
temperature variation is mainly attributed by the thermal expansion of PDMS matrix. Eventually, similar 
observation is reported in the literature, where the dielectric constant of PDMS decreases with increasing 
temperature, i.e. above its glass transition temperature (175 °K) [60].  

It has been demonstrated in Figure 5 (b) that at low frequency, the dielectric loss tangent increases as 
a function of the temperature, whereas almost unchanged at higher frequency. Actually, increasing 
temperature at low frequency favors segmental mobility of polymer as well as the friction of the rotating 
dipoles. Also, it makes the degree of dipole orientation increase, causing increase dielectric loss [47]. 
Interestingly, at the highest temperature (especially 110 ºC), the dielectric constant is more prominent at 
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very low frequency (i.e., 0.1Hz), which is possibly induced by enhanced free-charge displacement under 
applied electric field. This phenomenon probably stems from the interface polarization of polymer, where 
an increase in temperature could improve the dielectric constant (ε;5 ) by facilitating the polarization 
process. It is worth noting that the estimation of (ε;5 ) via Solartron is less accurate for the sample measured 
at 110°C, as its tan9 value is higher than 1. Actually in reality, the permittivity of the sample subjected to 
110°C should be smaller and somehow close to the one with other temperature conditions. This is a 
limitation of Solartron spectrometer, where measurement in the relative permittivity is problematic with a 
bad dielectric material (i.e. high conduction loss with tan9 > 1).  

 

3.5. Time-varying electric field characterization  

The main feature differentiated the ferroelectric materials from the dielectric materials is the presence of 
spontaneous polarization, retaining the intrinsic electrical polarization in the absence of external field. 
Thus, the ferroelectricity can be characterized by measuring the intersection of the D-E hysteresis loop 
with the electric displacement axis, denoted as remnant polarization in response to a high AC electric field 
[61]. For the dielectric film, when being doped with impurities the dielectric has a finite resistivity, leads 
to a leakage current. If applying a varying electric field on the composites, the electric energy losses can 
be divided into two parts: dissipation of dielectric energy from pure dielectric material, and energy losses 
associated with leakage current inducing from dopant fillers [62]. From a practical application viewpoint, 
energy loss may cause significant heat generation in electromechanical devices under strong field driving 
condition, leading to device failure [63]. This subsection aims to distinguish different losses mechanisms 
of ZnO composite, at the same time to verify the piezoelectricity and semiconductor of ZnO particles. 
Tests are performed under a large range of electric field, with two configurations comprising bipolar and 
unipolar polarizations.  

3.5.1. Bipolar polarization  

For investigating the current density-to-electric field (J-E) characteristics, a sinusoidal electric field 
with frequency of 1 Hz and amplitude increasing from 0.2 V/µm to 1 V/µm were applied to the 
ZnO/PDMS composites. The measured total current density (Jtot) through the ZnO/PDMS composite can 
be decomposed into three components: conduction (Jcon), dielectric (Jdie), and ferroelectric (Jferro) [64].  

Figure 6 displays the J-E hysteresis loops of both random and aligned ZnO composites elaborated 
with the same volume fraction. For a sake of simplicity, only those filled with 20% vol. of ZnO were 
presented. Under a maximum amplitude of 1V/µm delivered by an external high-voltage source, these 
samples were revealed to be the most appropriate choice to better highlight the dielectrophoresis effect. As 
indicated in Figure 6 (a), the 0-3 matrix exhibits a near-capacitive behavior for a whole range of the 
applied electric field, which is confirmed by a circular-shaped J-E curve. It is generally believed that the 
dielectric current density (Jdie) has circular relationship with the electric field while the conduction one 

(Jcon) exhibits a linear response relating to Ohm’s law. Concerning the aligned composite shown in the 
Figure 6 (b), a transition from capacitive to conductive behavior is observed with increasing electric field, 
which is proven by the disappearance of the circular-shape. Beyond the switching field, the resulting 
current intensity drastically enhances, reflecting the semiconductor properties of the ZnO materials. As 
demonstrated by COMSOL simulation (cf. subsection 3.2), the aligned particles are driven by higher field 
level than the random particles. This justifies why the 1-3 structured composites exhibits lower switching 
voltage than the 0-3 isotropic sample. Consequently, dielectrophoresis of the ZnO/PDMS composite 
improves the probability of forming conduction paths, thereby increasing the electrical conductivity of 
material. 
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Figure 6. Representative current density vs. electric field of (a) random composite; and (b) aligned composite. Both 

samples are filled with 20% vol. of ZnO microparticles and are subjected to different levels of electric field. 

Figure 7 (a)-(b) illustrates the variation of J-E hysteresis loop for the 0-3 and 1-3 ZnO/PDMS 
composites elaborated with various concentrations (i.e. 10%, 20%, 30%, and 40%) under a given electric 
field of 0.4 V/µm amplitude. This value is chosen in order to ensure that either aligned or random samples 
behave as quasi-capacitive like structure, allowing to easier identify the three components of current 
density (Jcon, Jdie, and Jferro [64]). As expected, higher ZnO particles content leads to superior J-E slope. 
Actually, the conductivity and dielectric of these materials are boosted, giving raise to enhanced Jcon and 
Jdie. A comparison between Figure 6 (a) and (b) clearly shows that the aligned samples exhibit higher 
current density as opposed to those randomly dispersed. This result is in consistent to the one performed in 
subsection 3.3. 

 

 
Figure 7. Hysteresis current density loops for ZnO/PDMS composites of different concentrations (a) without and (b) 

with dielectrophoretic alignment. All samples are excited by the same amplitude of electric field. 
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In order to further explore the mechanism inside the ZnO/PDMS composite under varying electric 
field, a simple way to estimate the permittivity and conductivity is introduced. The conduction 
mechanisms in the dielectric film can be divided into electro-limited conduction, which depends on 
electrode-dielectric contact, and bulk-limited conduction relating to the dielectric itself [20]. In this case, 
for simplification only bulk-limited conduction mechanisms are considered. Among them, the capacitive 
current (Jdie) is assumed to be more dominant than the Ohmic conduction current (Jcon) under low voltage 
application. In addition of these current densities, ferroelectric property of ZnO fillers should be getting 
involved (Jferro [64]). Taking 40% vol. of aligned sample as a typical example, the analysis result depicted 
in Figure 8 consists of several steps:  

• Firstly, as shown in Figure 8 (a), the conduction current density Jcon is extracted and assumed to be 
linear to the electric field (E) according to the Ohm’s law. The electrical conductivity (σ) can be 
inferred from: 

                  �=" � +�                                                                                   (2) 
• Secondly, the charge density or the polarization (?@) can be determined by integrating the current 

density over time after subtracting the conduction element. The polarization only consists of the 
dielectric (?!-/) and ferroelectric properties (?A/��") that can be expressed as: 

                       ?@ � ?!-/ + ?A/��"� C(�D"D − �=" )FG                                                (3) 
Figure 8 (b) describes the linear polarization-versus-electric-field (D-E) characterization, allowing to 
conclude that the relative permittivity ( 4� ) is almost constant under low input voltage range. 
Considering the dielectric loss factor (denoted as 4�55, the imaginary part of 4�) is negligible, only the 
real part of 4�  (denoted as 4�5 ) is taken in consideration. In other words, 4�5  attributed to the dielectric 
charge (?!-/) can be obtained by fitting with the following linear model: 

                                   ?!-/� 4I 4�5  �                                                                         (4) 
Therefore, a relative permittivity approximately 30.87 for the 40% vol. aligned composite is derived, 
which is perfectly in agreement with the one measured via the Solartron (cf. subsection 3.4.2). It is 
noteworthy that the polarization ( ?@ ) displays very small hysteresis area, demonstrating poor 
ferroelectric property of the ZnO composite.  

• Thirdly, the fitted polarization Ddie can be subtracted from the total polarization, allowing to draw the 
ferroelectric polarization (?A/��", yellow line in Figure 8 (b)). The remnant polarization, corresponding 
to the ?A/��" value when the electric field turns back to zero, is very closed to zero, confirming the 
weak piezoelectric effect of the ZnO material. This result agrees with the previous work [24], where 
the piezoelectric sensitivity of ZnO composite ( FKK ≈ 0.5 OP. Q��) , despites its optimized 
configuration (high particle concentration, good anisotropic structure through dielectrophoresis), is 
dramatically smaller than the one of the conventional counterparts like PZT (FKK ≈ 20 OP. Q��) [65] 
or BaTiO3 (d33 ~ 5 pC/N) [66]. 
 

• Lastly, the dielectric current and ferroelectric current densities are carried out through the gradient of 

the capacitive polarization (
!RSTU

!D ) and the ferroelectric polarization (
!RVUWWX

!D ), respectively shown in the 

Figure 8 (a). Figure 8 (c)-(d) describes the time varying behavior of the electric field together with the 
resulting current density, and the charge density. On one hand, the electric field lags the current density, 
which is corelate to the dominant capacitive property represented by the circular-shaped J-E curve. On 
the other hand, the electric field and the charge density are in-phase, confirming linear relationship 
between ?@ and E.  

It is worth noting that using experimental measurement to derive three unknown parameters, even 
with the advantages of fitting it with analytical model, leads to inevitable errors. Especially for the 
material with low ferroelectricity like ZnO, i.e., generally considered non-ferroelectric. However, the 
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purpose here is not to accurately quantify the ferroelectricity level of ZnO composite, which is usually 
characterized by estimating the remanent polarization based on ferroelectric-current-versus-electric-field 
loop [64]. The objective involves in using the resulting D-E hysteresis responses as a qualitative indicator 
to confirm the piezoelectric behavior of the developed composites. As suggested, small hysteresis in 
ferroelectric polarization loop clearly manifests low piezoelectricity, which in turn makes it difficult and 
challenging to extract the ferroelectric current in comparison with the other dominant current components 
(leakage and capacitive). Accordingly, to confirm in a more rigorous manner the ferroelectric properties of 
ZnO composite, we designed in previous work a special experimental setup to measure the piezoelectric 
charge coefficient with a higher sensitivity [24]. 

 

 
Figure 8. Electrical characterization of the 40% vol. aligned ZnO/PDMS composite under input electric field of 0.4 

V/µm amplitude. (a) Decomposition of the total measured current densities into three components (Jcon, Jdie, and Jferro 

[64]), the conductivity is deduced using the Ohm’s law. (b) Polarization loop of charge density versus electric field, 
allowing to determine the dielectric permittivity and ferroelectric properties of the composite. Time evolution of 

electric field and resulting (c) current density, and (d) charge density. 

The relative permittivity and the electrical conductivity of the 0-3 and 1-3 composites at different 
ZnO content have been calculated and summarized in Table 2. Clearly, the higher the volume fraction of 
ZnO, the better the relative permittivity and the conductivity. Meanwhile, an improvement of the 
permittivity assigned to the introduction of ZnO/ZnO interface polarization has been achieved with the 1-3 
matrix. Furthermore, a substantial increase of 3 to 6 times in the conductivity resulted from enhanced 
short-conducting paths were observed for the composite embedded with aligned ZnO particles.  

 

Table 2. Calculation results for random and aligned ZnO/PDMS at different filler concentration. 

Volume fraction YZ%(*�[ εY%�&'()* \Z%(*�[ (S/m) \%�&'()* (S/m) 

10% 6.16 9.34 0.397E–10 2.442E–10 

20% 8.05 17.01 1.153E–10 8.594E–10 

30% 15.07 25.52 3.924E–10 18.69E–10 
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40% 22.56 30.87 8.281E–10 24.09E–10 

3.5.2. Unipolar polarization 

This subsection dealt with the nonlinear J-E curve of the 1-3 aligned composite elaborated with 40% 
ZnO concentration, which were powered by a high input voltage with 1 Hz frequency. To further 
investigate the electric response where the ferroelectric behavior was excluded, a positive sinusoidal wave 
(unipolar) was used. The electric field amplitude was chosen to be equal 1 V/µm (i.e., above the switching 
field), at which the conduction mechanism turned to be the dominant component with respect to the 
capacitive one. This property is confirmed by Figure 9 (a) where no phase shift between current and 
voltage has been observed. The material behaves as a semiconductor that enables the flow of current as 
soon as the electric field is above the switching value. The unipolar polarization loop of the 40% vol. 
aligned samples was displayed on Figure 9 (b), clearly reflecting its nonlinear J-E characteristics. The 
results point out a significant hysteresis curve caused by dielectric losses, which is drastically increase 
with the voltage level. The following analysis will clarify this issue. 

 

      

 
(a)                                                                                         (b)  

Figure 9. Nonlinear J-E characteristics of the 1-3 ZnO/PDMS composites (40% volume fraction) that is powered by 
a high unipolar voltage at 1 Hz frequency and 1 V/µm amplitude. (a) Time evolution of current density and electric 

field. (b) Experimental measure and theoretical model of J-E curve. The measured current density (blue) is compared 
to the estimated one (yellow), which is the sum of the hopping current density (red) and the dielectric current density. 
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The measured total current density (Jtot) is supposed as the sum of the conduction current (Jcon) and 
the dielectric current (Jdie): 

                           �D"D � �=" + �!-/                                                                                  (4) 
The conduction current density appearing within the sample is essentially attributed by the tunneling 

effect of trapped electrons between the particles when a relatively high electric field was applied. This 
effect can be described according to the hopping conduction model [20,67]: 

               �=" ≈ �]"^^- . � _I sinh c d
e


f                                                                    (5) 

where A0 and A1 are the constant factors that are given by: 

                              _I � �I exp (�dj
k@ )                                                                                  (6) 

                               _� �  �k@
�m                                                                                             (7) 

where �I  is a constant current density, Ea is the activation energy from trap states to the bottom of 
conduction band; a is the meaning distance between trap sites; q is the charge carrier constant; k and T are 
the Boltzmann constant and the temperature, respectively. When continuous paths are formed, that is, 
above the percolation threshold, the Jcon characteristics are Ohmic if the electric field across the barrier is 
lower than A1/2 [68]. 

Table 3 shows the values of A0 and A1 fitted from the hopping model under a 1 V/µm external 
electric field, which is performed on aligned samples with various ZnO faction content. Interestingly, A0 

increases as the concentration of the ZnO phase increases, and tends to be saturated at a fraction content of 
above 30%. This indicates that the distribution of the conducting particles in the composite and the 
activation energy (Ea) behavior are intimately connected. Indeed, on average, larger volume fractions 
entail shorter tunneling distances, so that hopping between neighboring conducting particles, even in the 
presence of some activation energy, becomes increasingly favorable. In other words, such an effect is 
facilitated in composites with large conducting particles or aggregates because of the lower activation 
energies participating in the hopping processes. Above the percolation threshold, the activation energy 
decreases when the fraction of particles increases, and it also depends on temperature [68]. Indeed, the 
activation energy decreases with decreasing temperature and at very low temperatures, conductivity 
becomes temperature independent.  

On the contrary, A1 shows little dependence on the concentration of ZnO particles. It can be assumed 
that when the filler concentration increases, A1

 stays at balance state between two contrary effects: 1) the 
increasing trend of the charge carrier concentration attributed from the ZnO conduction path, and 2) the 
decreasing trend of the average trap distance. The addition of particles tends to obstruct the formation of 
long polymer chain, thus develop more traps in the free space between the polymer chain segments [69].  

Table 3. Fitting results of variables A0, A1 from the hopping model with different samples 

Samples o� o� 

10%�,-. /! 53.822 0.325 

20%�,-. /! 163.694 0.2715 

30%�,-. /! 313.057 0.2730 

40%�,-. /! 301.9108 0.2614 

 

In addition to the conduction hopping current density, the dielectric current density associated to the 
pure dielectric can be expressed as: 
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                              �!-/ � !d
!D  4I × 4�(�)                                                                                (8) 

where 4�(�) is the relative permittivity as a function of the electric field E. Generally, 4�  can be described 
as a complex number 4�∗ �  4�5 − r4�55, consisting of a real component 4�5  and an imaginary component 4�55. 
The dielectric loss is defined as the dissipation of electrical energy induced in an alternating electric field 
due to the movement or rotation of dipoles. At low frequency and high electric field, more free charge 
motion in the composite causes that 4�55 is far larger than 45�. Hence, Eq. (8) becomes: 

               �!-/ � − !d
!D  4I × r4�55(�)                                                                           (9) 

where i is the imaginary number. In the sinusoidal regime, 
!d
!D � rt�, which allow to infer that �!-/ , 

�D"D, and E are perfectly in phase. This result was also verified by Figure 9 (a). 

Accordingly, the estimated current density (�/�D#�D/!) is estimated by: 

                                     �/�D#�D/! �  �]"^^- . + !d
!D  4I4�55(�)                                                           (10) 

As seen in Figure 9 (b), the estimated current density is well coherent with the measured one, 
suggesting high reliability of the theoretical model depicted in Eq. 10. The fitted loss factor of all 0-3 and 
1-3 matrix deduced from Eq. (9) is illustrated in Figure 10, reflecting nonlinear electric field effect of the 
dielectric loss. Such a nonlinear behavior is consistent to the approach reported on Yang et al., which is 
deduced from polynomial relationship between the dielectric loss and the applied electric field [22]. The 
increasing trend of 4�55versus � shown in Figure 10 is completely different to the model under low electric 
field, where the dielectric loss is supposed to be stable under a given frequency. The fact is that at high 
polarization of 1 V/µm, the conduction mechanism is the dominant contribution, whereas at low 
polarization of 0.4 V/µm, the dielectric mechanism is regarded as the primary behavior. Moreover, it was 
revealed that the simulated dielectric loss factor increases with the increasing ZnO content. Additionally, 
4v� is impacted by the distribution of particles due to the increase trend of the free charges and the dipole 
oscillation in ZnO at low frequency.  

 
Figure 10. The simulated loss factor derived from the dielectric current for the samples of an aligned structure with 

different volume fractions. 

3.6. Mechanical characterization 

In this study, mechanical properties are investigated on both 0-3 and 1-3 composites with different 
particles volume fraction. These materials are subjected to monotonic tensile testing, and their stress-strain 
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response is displayed in Figure 11 a and b, respectively for the random and aligned samples. A typical 
stress-strain curve of a polymer as well as its composite consists of 3 phases: 1) a linearity at elastic strain 
region, 2) a nonlinear behavior in plastic regime, and 3) final fracture [70]. Actually, in most applications 
of ZnO composites like varistors, energy harvesting, piezoelectric sensor. moderate stress solicitation is 
usually employed so as not to deteriorate the materials [9,71–73].  

Table 4 summarizes the average Young modulus (Y) of ZnO/PDMS film obtained through the linear 
fitting of the initial elastic stress-strain region (Figure 11). A significant enhancement of Young modulus 
is observed with increasing volume fraction of ZnO, confirming the possibility of tailoring the mechanical 
properties though the control of the filler content. Indeed, increasing ZnO content makes the film less 
flexible as more brittle particles added into the matrix. Therefore, the failure strain decreases with ZnO 
concentration, whereas the failure stress increase. Interestingly, there is no distinct different of Young 
modulus between the 0-3 and the 1-3 composites. It is probably due to the fact that the dielectrophoretic 
field direction is not the same as the mechanical tensile testing.  

As described in subsection 2.4, it is possible to estimate the ultimate tensile strength (Tmax) of the 
composites by continuously increasing the applied stress until breakdown occurs (see Figure 11 and Table 
4). With the increasing volume fraction, the ultimate tensile strength coherently enhances while the 
ultimate failure strain decreases, simultaneously. This behavior can be explained due to the defect function 
of ZnO particles [73].  

 
Figure 11. The stress-strain response of (a) random, and (b) aligned-ZnO/PDMS composites with different particle 

concentrations. 

 

            Table 4. The average Young modulus from the fitting data in the linear region 

Parameter Pure PDMS ��%��� ε��%���  ��%��� ��%��� 

w�� !"# (MPa) 2.052 ± 0.002 3.254 ± 0.001 6.131 ± 0.010 10.734 ± 0.015 18.256 ± 0.033 

w%�&'()* (MPa) - 2.076 ± 0.002 6.007 ± 0.007 9.739 ± 0.008 18.593 ± 0.015 

xyz{(�� !"#)(MPa) 2.435 3.751 4.518 5.628 6.243 

x#�| (�,-. /!)(MPa) - 2.749 4.166 4.162 4.218 
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4. Potential application of multifunctional ZNO composite for treatment of 

cardiac arrhythmia 

4.1. Cardia arrythmia treatment based on pulsed field ablation (PFA) 

Catheter ablation is a technique employed to treat cardiac arrhythmias  that  result  from  abnormal  or  
early  activation  of  myocardium  through  electrical  triggers  or aberrant conduction patterns in the 
myocardium [74]. During the procedure, catheters are delivered percutaneously, typically using femoral 
venous access and fluoroscopic (X-ray) guidance, to allow placement of catheters at key areas of the heart 
where the problematic myocardial tissue can be ablated. Usually, the electrodes build above the catheters 
drive intracardiac electrogram (EGM) voltage signals that are displayed on an electrophysiology recording 
system [75,76]. These electrograms are used to determine the optimal placement of the ablation catheter 
for elimination of abnormal electrical signals that initiate the arrhythmia. Local EGMs can be employed as 
well to evaluate the effectiveness of an ablation, with the goal typically being the annihilation of the local 
EGM voltage in the tissue targeted for ablation. 

Some of the technologies developed over the past three decades for cardiac ablation include 
radiofrequency (RF) microwave, high intensity focused ultrasound, lasers, and cryogenics. These 
technologies, however, are often inadequate in eliminating lesion gaps which can lead to recurrence of the 
arrhythmia and further complicate treatment strategy. Among these, endocardial pulsed field ablation 
(PFA) is particularly attractive as its non-thermal ablative mechanism shows high benefits to myocardial 
tissue. This technique creates an instantaneous electrical field to open tiny doors (nano-pores) in nearby 
cells, a process called “electroporation”. PFA has the potential to completely avoid the collateral injury 
attendant with all other contemporary thermal energy sources. As reported on the review of F. D. Ramirez 
et al., cardiomyocytes (heart tissues) have a particularly lower irreversible threshold of electroporation (~ 
0.4 V/µm) than the other types of cellular like liver (~ 0.6 V/µm), kidney (~ 0.7 V/µm), vascular smooth 
muscle cells (~ 1750 V/µm), nervous system (~ 3800 V/µm) [28]. This makes PFA very tissue selective, 
which can affect cardiomyocytes while not damaging other surrounding non-heart tissue like nerve fibers 
or esophagus. Furthermore, unlike the standard ablation energy sources, the PFA catheter does not require 
actual physical contact but only needs proximity to the tissue to be ablated. As a result, it does not cause 
scarring or char formation to the patients. In practical terms, this means that PFA is much safer than other 
current techniques. 

The company Farapulse has developed a specific catheter for this procedure, and obtained CE 
marking since October 2020 [77] . The developed device could generate sufficient electric field in seconds 
or minutes compared with hours for radiofrequency. The Farapulse generator, which creates the waveform, 
can be programmed to perform therapy through different catheters. This makes PFA not only very fast but 
very precise as well. Interestingly, the first functional device of Farapulse paves the way for numerous 
optimizations in order to enhance the development of such a new method. Also, multifunctional materials 
are an axis of innovation concerning the development of PFA device. When designing smart catheter 
based PFA, several issues would be considered, such as 1) the bending angles achievable by the structure; 
2) possibility of changing shape from 2D to 3D structure; 3) the degree of rotation needs to be reached and 
the capacity for miniaturization of the design; and 4) safety of the patients in case of electrical breakdown.  

4.2. Advantage of using ZnO microvaristor in PFA 

The objective of this section reports on the potential of ZnO composite for the development of a 
smart catheter used in PFA, as described on Figure 12 (a) [78]. The principal scheme of the proposed 
device is illustrated in Figure 12 (b), where multiple electrodes are deposited above the composite surface. 
Such a design enables to deliver the PFA energy a series of ultra-short electrical pulses to ablate heart 
tissue. The overriding constraints of the fabricated materials were related to the following points:  

1) Mechanical flexibility and biocompatibility;  
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2) electric protection for patient;  

3) controlling electric field level;  

4) contact force sensing.  

Concerning the first point, it has been demonstrated that PDMS and ZnO are biocompatible 
properties [79–81], and have the Young modulus and mechanical stiffness compatible with the 
specification of PFA [82–84]. Moreover, the mechanical properties of the fabricated composites can be 
somehow adapted by varying the particle concentration.  

The second point dedicated to patient safety where electric discharge within heart tissue must be 
avoided in case of high exceeded electric field application. Actually, ZnO material can be exploited as 
microvaristor-based over voltage protection, as it can change its resistance value automatically with the 
change in voltage (cf. Figure 12 (c)). Current commercialized catheters (e.g., Farapulse) used capacitor to 
build the dielectric layer, which somehow looks similar in size and design to a varistor. However, a simple 
capacitor cannot suppress voltage surges in the same way a varistor can. When a high voltage surge is 
accidently applied to the heart tissue, the outcome would be unimaginable. Therefore, the varistor plays an 
important role in the protection of patient, and also of electronic circuits from switching spikes and over 
voltage transients. Under normal operation, the varistor has a very high resistance, allowing lower 
threshold voltages to pass unaffected. However, when the voltage across the varistor exceeds the 
percolation value, its effective resistance decreases strongly with an increasing voltage [85]. A typical 
normalized voltage versus current characteristics curve for a standard varistor is given in Figure 12 (d). 
Similar result of ZnO composite was previously shown in Figure 3. When not conducting, the I-V curve 
shows a linear relationship as the current flowing through the varistor remains constant and low at only a 
few micro-amperes of “leakage” current. This is due to its high resistance acting as an open circuit and 
remains constant until the voltage across the varistor reaches a particular “switching voltage”. When the 
transient voltage across the varistor is equal to or greater than that switching value, the resistance of the 
device suddenly becomes very small, turning the varistor into a conductor due to the avalanche effect of 
its semiconductor material [86]. In other words, the varistor self-regulates the transient voltage across it by 
enabling to pass widely varying currents over a narrow voltage range. 
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Figure 12. Principle scheme of catheter integrated with ZnO/PDMS microvaristor. 

The third issue aims to point out that the electric field subjected to the treated tissue can be simply 
controlled by varying some relevant parameters. For a better clarification, a simple model consisting of 
two electrodes sandwiched between the 30% vol. ZnO/PDMS composite and the heart tissue are 
performed via COMSOL simulation. As seen in Figure 13 (a), one electrode is grounded while the other is 
subjected to a positive voltage of 10V. Because of large discrepancy in the dielectric permittivity between 
the PDMS polymer (4�~2) and the heart tissue (4�~40) [87], higher electric field level was focused on 
the polymer matrix. Figure 13 (b) clearly illustrated this behavior, which was in agreement with those 
found in Pedroli et al. [64]. The electric field applied to the heart tissue is situated around 0.5 V/µm, i.e. 
the same order to the irreversible threshold of typically cardiomyocytes. A better adjustment can be 
carried out to match specified requirement of PFA procedure. Figure 14 depicts evolution of the electric 
field determined at two specified points. The “point in the middle” locates at the center of the two 
electrode and around 5 µm up from the bottom of the tissue. The “point at the electrode” situates above 
the positive electrode, indicating the maximum electric field delivered to the tissue in case of contact. The 
linear trend between the electric field and the input potential in Figure 14 (a) shows an easy way to get the 
required electric field level. Figure 14 (b) highlights a significant drop of the electric field with increasing 
distance between these two electrodes. All results indicated that by playing with different parameters, a 
desired PFA energy can be successfully obtained. 
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              (a) A model designed in COMSOL      (b) 2D electric-field mapping 

Figure 13. Simulation of ZnO composite and heart tissue subjected to an electric potential of 10 V between two 
electrodes. 

 

             

                              (a)                  (b) 

Figure 14. Simulated electric field at 2 specified points as a function of (a) electric potential; and (b) distance 
between 2 electrodes. 

Last but not least, a smart PFA was developed with multifunctionalities, including not only 
electroporation effect but also sensing ability. One of the key points here involves in performing the 
contact force (CF) between the ablation electrode and the atrial wall that is a major determinant of lesion 
size and durability [88]. On one hand, insufficient CF can result in inadequate lesion formation and higher 
rates of pulmonary vein reconnection [89]. On the other hand, excessive CF leads to complications, such 
as perforation of tissue. Consequently, monitoring CF would be expected to maximize ablation efficacy 
and improve safety. Until recent years, CF has been monitored indirectly using a combination of visual 
observation of catheter tip motion, tactile feedback, local electrogram attenuation, impedance monitoring, 
and in some laboratories, intracardiac echocardiography. Although widely used, these methods are a poor 
surrogate for a real-time recording CF. The previous works suggested that ZnO, due to its natural polarity, 
exhibited piezoelectric effect without requiring polarization process [24]. This makes ZnO as an adequate 
candidate for force sensor application. Even the piezoelectric sensitivity of ZnO is poor compared to the 
conventional materials (PZT, BaTiO3, PVDF), a simple indicator representing the CF state (e.g. low, 
medium, high) would be a help to surgeons.  

Finally, this study highlighted multifunctional performance of ZnO composite, which depends on 
various factors like particle concentration, percolation threshold, electric and dielectric properties. 
External condition like temperature, frequency and amplitude of voltage excitation has an important effect 
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as well. Optimization of material process through dielectrophoresis is thus of high benefit, which could 
lead to similar performance by using lower particle concentration and voltage stimulation.  

5. Conclusion 

In this work, a fully characterization of micro-ZnO/PDMS composite was explored to investigate the 
electrical, dielectric, and mechanical properties. The SEM images indicated a uniform dispersion of micro 
ZnO particles in the PDMS matrix and showed the formation of aligned particle chains in preferred 
direction via dielectrophoretic procedure. COMSOL simulation allowed to confirm that the field 
distribution around the fillers was greatly affected by the material structuration (0-3 vs. 1-3) and the input 
voltage excitation. In addition, DC nonlinear J-E characteristics indicated that the switch field decreases 
with increasing filler concentration. Furthermore, dielectrophoretic alignment on the particles clearly 
enhances the electric response, which is manifested by creation of short conduction paths within the 
matrix. Also, the temperature dependence of J-E characteristics and dielectric properties were investigated 
to figure out the working mechanisms. Two factors, namely the carrier transport through ZnO particles 
and the contact resistance between the fillers, may dominate in different temperature ranges. J-E 
characteristics test was then performed, clearly illustrating field dependent of two different conduction 
mechanisms. For the applied field less than 0.4 V/µm, capacitive current is regarded as the dominant 
component and conduction current is linear to the electric field according to the Ohm’s law. At 1 V/ µm 
which is above the percolation threshold, conduction current turns to be governing and exhibits nonlinear 
behavior described by the hopping model. Meanwhile, the analysis of bipolar polarization leads to a 
conclusion of low ferroelectric polarization in ZnO/PDMS composite, reflecting its poor piezoelectric 
response. Nonetheless, significant improvements in the permittivity and conductivity were achieved for 
the 1-3 matrix via dielectrophoretic technique. Finally, stress-strain curves were performed using the 
monotonic uniaxial tensile testing, suggesting an increasing trend of Young modulus of composite with 
increasing volume fraction of ZnO.  

To sum up, ZnO composite with an appropriate switching characteristic, which can be controlled by 
enhancement of material properties like filler concentration and particle structuration, has shown high 
potential in microvaristor electronic device. Additionally, the previous work revealed that ZnO material 
exhibits somewhat piezoelectric response. This property, in addition to excellent nonlinear electric 
behavior proven by this work, makes ZnO high potential for new design of medical tools; e.g. cardiac 
catheter ablation where multifunctional modules can be combined. Consequently, general procedures 
regarding safety requirements, together with biocompatible and sterilizable materials become serious 
considerations in future works. Another aspect focusses on optimization of material formulation so as to 
be adaptable to a 3D printer. Such an advancement in fabrication process gives a simple way to achieve 
miniaturized sensing elements and/or field generator, allowing to facilitate their integration in PFA tools 
for treatment of cardiac arrhythmia.  
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