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Abstract 
Currently, the effects of global warming are one of the most important topics on the 
agendas of all governments and international economic and scientific organizations on 
the planet. Temperatures and rainfall will be especially subjected to increasing 
deregulation, and thus crop yields will be affected according to geographic location. 
Cellulosic materials, such as bast fibres, are considered one solution to decrease 
human environmental impact: they are a renewable resource, biodegradable and have 
a lower carbon emission than synthetic materials. However, their quality, yield and 
mechanical properties depend on environmental conditions during plant growth. In this 
paper, we explored the possible impact of seasonal drought linked to future climate 
change on flax plants and fibre quality. Two batches of the same textile flax plant 
cultivar were grown under two different field environmental conditions in the same year, 
one taken as a control under regular climatic conditions and the second one grown 
under drought stress. Carbon isotopic discrimination reveal an increase in water stress 
plant of the fibre d13C, reflecting that plants are indeed suffering from drought stress 
from a physiological point of view. We characterized the mechanical properties, 
biochemistry and morphology parameters at both the stem and technical fibre scales. 
Our results showed that the plants of the two batches were morphologically different 
and that the drought-stressed plants were smaller, mainly in terms of the height of the 
stem (-28%) and diameter (-16%). Biochemical analyses highlighted a contrasting 

lignin content between the two batches. A difference in protein content was also 
measured, with an increased amount in stressed flax plants, with contrasting 
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distributions revealed by tyrosine and tryptophan monitored by synchrotron UV 
fluorescence. In addition, polysaccharide composition was also quantified with an 
increase in mannose and an important decrease in glucose in the drought-stressed 
technical fibres. Surprisingly, despite the difference in biochemistry composition and 
morphological parameters, the mechanical properties of elementary flax fibres 
extracted from the two batches were not significantly different. This suggests that 
drought can affect the yield and biochemistry of the extracted technical flax fibres but 
does not necessarily impact the longitudinal mechanical performance of single fibres. 
 
Keywords: isotopic analysis; hydric stress; biochemical composition; mechanical 
properties, climate change  
 

1. Introduction 
 
In the last 20 years, the production of textile flax fibres and tows has increased 
considerably, and in 2019, the Food and Agriculture Organisation of the United Nations 
(FAOSTAT, www.fao.org) estimated the total world production to be up to 1,000 k tons, 
led by France with 85% of the world textile flax fibre production (Gomez-Campos et al., 
2021; Manian et al., 2021). The renewed interest in flax and other plant fibres used in 
areas other than textile applications, such as composite design and engineering, is due 
in part to global warming and the low environmental impact of flax fibre production, 
especially compared to synthetic fibres (Le Duigou et al., 2011).  
 
However, the production demand for plant fibres continues to grow with the goal of 
replacing synthetic fibres wherever possible and during the coming years, agriculture 
will have to increasingly contend with the effects of climate change. The reduced 
rainfall and the increment in temperatures implies the risk of abiotic stress such as 
drought, as well as various biotic stresses, for example, the emergence of new 
diseases and pests (European Environment Agency, 2019). Moreover, this same 
document also reports that the risks of heavy rainfall events and flooding, which 
contribute to crop damage, are increasing. Thus, to meet market demand, not only for 
flax but also for agricultural production more generally, farmers might be forced to use 
more irrigation or even phytochemical products to increase crop production, which 
may, at the same time, contribute to the drivers of climate change (Figure 1).   
 
Focusing on France, textile flax crops are mainly located in Normandy and northern 
France (Figure 2a). The rapid increase in flax technical fibres and production during 
the last two years is reported in Figure 2b. It is worth noting that during 2001 and, 
particularly 2011, production recorded a violent decrease, and these years coincided 
with severe periods of drought (Audran and McLeod, 2011; Spinoni et al., 2015). 
Consequently, total world production was affected. Several models in the literature 
show the possible impact of climate change in European countries. Habets and 
Viennot reported a scenario with an increase in temperatures between 0.6 °C and 1.3 
°C in 2021–2050 and a general decrease in rainfall in the entire country of 
approximately 6%, as illustrated in Figure 2c with a schematic readaptation of their 
maps (Habets and Viennot, 2015).  
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Figure 1 Synthetic representation of interactions between climate change, agricultural 
markets and crop management. 

 
Figure 2 a) Map of flax production in France, adapted from FrD and IAR (Goulard et 
al., 2020), b) Production in France of tow and fibres between 2000–2019, data and 
graphic elaborated from FAOSTAT (“Crops and livestock products: flax fibre and tow,” 
2021). ; the yellow arrows indicate the drought that occurred in 2001 and 2011; c) 
Models of rainfall, temperature and crop yield readapted from (Habets and Viennot, 
2015) and (Kelemen et al., 2009). Temperature and crop yield maps are simulations 
of changes compared to the years 1961-1990. Maps inspired from "PRUDENCE" and 
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"PESTEA" EU projects (Kelemen et al., 2009). Map: adapted from FrD and IAR 
(Goulard et al., 2020). 
 

The European Commission has also published an official document in which several 
models are proposed to forecast the years 2070 to 2100 (Kelemen et al., 2009). In the 
worst-case scenario, if no actions are taken, northern France could be subjected to a 
temperature increase of approximately 4–5°C compared to the years 1961-1990. 
Moreover, in two different simulations, HadCM3/HIRHAM and ECHAM4/RCA3, 
compared to 1961-1990, northern France appears particularly impacted in terms of 
crop yield, with the highest loss of approximately 15%–30% due to drought and water 
deficiency (Kelemen et al., 2009). Figure 2c shows a schematic synthesis elaborated 
from the temperature and crop yield maps that can be found in the official document 
by Kelemen et al. (2009). All these data suggest that, in the future, flax fibre production 
could be particularly impacted since the cultivations are rather limited to a small area 
(northwestern France) that would be particularly subjected to the impact of climate 
change due to global warming. Thus, composite materials reinforced with plant fibres, 
especially flax, which appears to be a good alternative to other synthetic fibres, would 
no longer be sustainable in terms of CO2 emissions, water irrigation and crop 
cultivation. Today, some agronomical practice and understanding of the crop 
physiology could help in limiting some effect of climate changes and their harmful 
effects on plants. For instance, natural biofertilizers as bacteria can confers a certain 
tolerance to drought stress to plant, as reported for soybean (Sheteiwy et al., 2021) 
that could counterbalance in part the harmful effects of drought. In addition, for some 
species, like maize inbred lines that are chilling tolerant or not, it was shown that 
modulators of biological processes sensitive to chilling are positively correlated with 
root length and shoot fresh weight of seedling (Gao et al., 2020). 
 
The effect of water deficit on plants has already been studied for several fibre plant 
species, such as ramie, flax or hemp. At the crop level, the consequences of 
particularly hot and dry years were observed with a decrease in the yield and quality 
of the product, as in the case of linseed oil (Jaime et al., 2018). For other species, such 
as hemp, drought leads to the formation of morphologically thinner and heterogeneous 
cell walls, probably caused by a delay in their maturity and thickening process (Abot et 
al., 2013).  
 
In the case of flax, it has been observed that moderate soil drought affects plants that 
produce a low number of ramifications, with a reduction in the number of leaves and a 
decrease in stem length (Chemikosova et al., 2006; Kariuki et al., 2016; 
Milthorpe, 1945) and roots (Mahfouze et al., 2017). In the case of severe drought, 
cessation of metabolic processes was observed (Chemikosova et al., 2006). At the cell 
scale, flax fibres extracted from drought-stressed plants were found to be shorter than 
those extracted from plants grown in nonstressed conditions. Moreover, a modification 
of the polysaccharides was observed with a decrease in the galactose/rhamnose ratio 
(monosaccharides), a change in the number and length of rhamnogalacturonan-I 
chains and, consequently, an increase in the disorder of the cellulose microfibril 
network (Chemikosova et al., 2006). 
 
However, the origin of the domesticated flax plant is ancient; it was cultivated for 
millennia in Mesopotamia, Syria and Egypt (Bedigian and Harlan, 1986; Michel and 
Nosch, 2010), and these regions are particularly dry and hot, much more than the 
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climate we find in northern France. Since flax needs approximately 400 mm of rainfall 
in 120 days of growth (ARVALIS Institute du végétal, 2015), depending on the water-
holding capacity of the soil, and since drought or temperatures higher than 35 °C during 
and after flowering reduce the yield and quality of both fibres and linseed oil, certain 
practices were used in ancient times to compensate for the lack of water. For instance, 
in the ancient Near East, flax was sown in irrigated soils (Bedigian and Harlan, 1986). 
In the case of ancient Mesopotamia, the culture of flax was limited to very small lots 
rich in water and clays (Bedigian and Harlan, 1986), and in ancient Egypt, flax 
cultivation started in November following the Nile floods (Vogeslang-Eastwood, 2000). 
 
In this context, the present work aims to investigate the consequences of drought on 
flax plants and the impact on the mechanical properties of elementary flax fibres for 
industrial batches of the same variety sown on the same date in two different selected 
areas of Normandy (France), one subjected to drought conditions and the other well 
irrigated when necessary and taken as a control, to evaluate the response to drought 
stress at both the plant and fibre levels. Originally, the scientific approach proposes to 
couple mechanical, ultrastructural and biochemical investigations to deeply explore 
and discuss the effect of drought on flax fibres. 
 

2. Materials  
Two batches of the Damara flax industrial variety were sown at the end of March 2019 
by the Depestele Group, a French company specializing in flax culture and processing, 
in two different growing areas located in Ernes (control; 90 cm silt on limestone irrigated 
sowed in March 25th) and Fourches (at risk of drought, 25-30 cm clay-limestone soil 
on limestone, not irrigated, sowed in March 22nd), in Normandy (France). The two 
areas are approximately 20 km away from each other and sowing was done with the 
same seed rate of 1900 seeds/ meter square. The agronomic practices (fertilizers 
applied, plant protection measures) were standards. During the whole fibre growth 
period, rainfall was constantly recorded until harvesting (Figure 3a) together with 
temperature and relative humidity (Figure 3b). Damara is a textile flax variety 
registered in the official catalogue of varieties since 2011. It has a marked sensitivity 
to lodging but is known to be tolerant to water stress. In 2020, the harvest in France 
had an average yield of 25.4% in long fibre and 43.2% in total fibre.  
 

It is important to note that the problem of defining drought from a meteorological or 
agricultural point of view was already discussed in (Wilhite and Glantz, 1985), with the 
conclusion that a lack of precipitation does not necessarily coincide with agricultural 
drought, expressed as the water demand of the plant. In the present study, it was 
defined drought as the batch that received less than 100 mm of cumulated rainfall and 
without irrigation, contrary to the 400 mm generally required. In contrast, the control 
batch was grown with nearly 250 mm of cumulative rainfall and irrigated when 
necessary, in order to reach the water demand of flax. 
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Figure 3 a) Daily (histograms) and cumulative (dotted lines) rainfall for the two 
cultivation areas; b) Temperatures and relative humidity recorded during the plant 
growth of the two crops in selected cultivation areas. 
 
A group of approximately 100 plants were sampled from both cultivations before 
harvesting and at the beginning of July after approximately 103 days of growth. Fifteen 
stems were randomly selected to calculate height and diameter to obtain a 
representative sample, and the other 3 stems were randomly selected and prepared 
for observations at the DISCO (Dichroism, Imaging and mass Spectrometry for 
Chemical and biOlogical systems) beamline. The rest of the crop was harvested, and 
dew was retted in situ by the Depestele Group (beginning of retting on July 11th in 
Fourches and on July 16th in Ernes) until the middle of August (12-19 August). Fibres 
were successively extracted using pilot (lab-scale) scutching/combing equipment 
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equipped with a small line with three modules for breaking, scutching and combing 
(more precisely described in (Réquilé et al., 2021). Stems passed three times through 
the breaking module, once in the scutching module and two times in the hackling 
module. 
 

3. Methods 
3.1. DISCO Beamline Synchrotron Facility  
3.1.1. Sample preparation  

A segment of 6 cm was cut at the middle height of the plant of the three fresh stems 
selected from each of the two batches (Figure A.1). Three small segments of 0.5 cm 
were successively obtained from the small portion of each individual stem, avoiding 
the first millimetres in direct contact with air, and then fixed at 4 °C for 24 h in a FAA 
(formalin acetic acid alcohol) fixative mixture of 10:5:85 v/v composed of formaldehyde 
(37%), glacial acetic acid (60%) and ethanol (95%). Samples were then transferred to 
an automatic tissue processor (Automatic Tissue Tek VIP 3000, Sakura, MI, USA) for 
ethanol dehydration and successive inclusion in paraffin. Sections were successively 
cut with a thickness of 10 µm and placed between two quartz coverslips (Circular-
Quartz, Ref. R525000, Esco Optics, USA). 
 
The sections were treated with a HistoChoice Clearing Agent (H2779, Sigma) solution 
to remove paraffin. To detect lignin, stem samples were stained using Wiesner 
(phloroglucinol-HCl) reagent as described in Bouvier d’Yvoire et al. (Bouvier d’Yvoire 
et al., 2013). Cross-sections were immediately observed using a macroscope (AZ100 
M, NIKON, Japan) under bright-field conditions. 
 

3.1.2. Set up  
Two different microscopes of Synchrotron SOLEIL (Source Optimisée de Lumière 
d’Energie Intermédiaire du LURE) (Gif-sur-Yvette, France), DISCO beamline, were 
used to obtain different information: a full-field microscope, called TELEMOS, that 
allows multispectral fluorescence imaging analysis and an inverted microscope 
adapted to perform scanning fluorescence microspectroscopy, called POLYPHEME. 
 

TELEMOS parameters 

The excitation wavelength used was in the deep UV range (275 nm), extracted from 
the white beam and monochromatised, thanks to a Czerny-Turner monochromator 
(iHR320, Jobin-Yvon, France) before reaching the end-stations, as described in 
(Jamme et al., 2010, 2013; Séverin-Fabiani, 2016). The entire beamline is fully 
described in (Giuliani et al., 2009). TELEMOS is a full field Axio Observer Z1 inverted 
microscope (Carl Zeiss GmbH, Germany) modified with quartz optic and equipped with 
a dichroic mirror at 300 nm (Omega Optical Inc., Brattleboro, USA), which allows the 
reflection of the excitation wavelength at 275 nm and cutting all the wavelengths above 
300 nm, a back-illuminated CCD 16-bit camera (Pixis BUV, Princeton Instrument, 
USA) and a motorised sample plate (MS-2000 XY, Applied Scientific Instrument, USA), 
which allows movements in the X- and Y-axes. The Z-axis is directly controlled by the 
microscope. More details about the equipment can be found in (Jamme et al., 2010; 
Séverin-Fabiani, 2016; Devaux, 2018; Vidot et al., 2019). Specific objectives for UV 



https://doi.org/10.1016/j.indcrop.2022.115011  Industrial Crops & Products 184 (2022) 115011 

8 
 

transmission, 10x (N.A. 0.2) and 40x (N.A. 0.6) Ultrafluar (Zeiss) with chromatic 
correction were used to investigate the samples. 
 
Three different passband filters at 327–353, 420–460, and 480–550 nm (Semrock, 
Rochester, USA) were used in this work to obtain information about: 1) protein, by 
probing their tyrosine and tryptophan amino acids, 2) small phenolic compounds called 
hydroxycinnamates (ferulic, p-coumaric and sinapic acids), and 3) lignin, as a polymer 
composed of 3 phenyl propanoid units (G, H and S) respectively (Devaux, 2018). Time 
and offset for image acquisition were adjusted according to the objective used 
(Table 1). Further details are given in the Supplementary Appendix.  
 
Table 1 Deep UV acquisition parameters with TELEMOS microscope and possible 
attributions. 

 
The choice of these three filters was made after previous investigations on flax stems 
(Beaugrand et al., 2022). A t-test using Sigmaplot was calculated to establish the 
confidence of the calculated values obtained as shown in Figure A.2. The images 
presented in this work are composite images resulting from the sum of the three filters 
assigned to the RGB channels.  
 
POLYPHEME parameters 
POLYPHEME is an Olympus IX71 inverted microscope modified with a quartz optic 
suitable for deep UV (DUV) spectroscopy equipped with a triple monochromator 
(T64000, Jobin-Yvon) in subtractive mode to suppress Rayleigh scattering and another 
280 nm beam splitter. To collect spectra, an iDus CCD detector (Andor) was used 
(Peltier cooling to -70°C). The detector is a 1024x256 pixel with 26x26 µm pixels 
(Jamme et al., 2010). The objective used was a 40x Ultrafluar (Zeiss) objective with 
N.A. 0.6 and a laser spot diameter of approximately 4 µm. 
 
Before collecting the spectra, a calibration using the Nd-YAG crystal was performed. 
Due to limited time, only two cross-sections, one drought and one control, were 
examined under POLYPHEME. After acquisition, the spectra were processed using 
LabSpec 6 (Horiba Scientific) software and a program file written in MATLAB, 
Polypheme v2.0. Each spectrum was cut in the range of 294–529 nm. A correction of 
dead pixels at 323.7–323.2 nm was performed followed by spike correction. No 
smoothing operation was performed. Subsequently, MATLAB was used to calculate 
the principal component analysis after concatenating the two images acquired from the 
two different samples, and spectra were normalised using a unit vector ( !

√#!
 ). The 

‘modelling’ tool of LabSpec 5 (Horiba Scientific) software was successively used to 

Filter Acquisition time (s) Objective Attribution Channel 

327-353 nm 8  
20  

x10 
x40 

proteins 
(Tryptophan and 

Tyrosine)  
Red 

420-460 nm 8  
8  

x10 
x40 

Phenolic compounds 
(hydroxycinnamic acids…)  Green 

480-550 nm 8  
8  

x10 
x40 

Lignin 
(phenyl propanoid units) Blue 
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create a normalised model where the score combination reached 100% by selecting 
three components identified as the three main signals of the spectra at approximately 
335, 415 and 500–530 nm, obtaining separate cartographies of protein, phenolics and 
lignin. An example of the corrected spectra and a table with the proposed fluorescence 
emission assignments are illustrated in Figure A.3 and Table 2.  
 
Table 2 Possible attribution of fluorescence emission collected with POLYPHEME 
microscope.  

 
3.2. Single fibres tensile tests 

Between 58 and 60 flax fibres were extracted from each batch and glued with universal 
glue on paper support according to ASTM C1557 (ASTM C1557-20, 2020), with a 
gauge length of 10 mm. The average diameter of each fibre (approximating the fibre 
to be perfectly cylindrical) was manually calculated considering five points of 
measurement under an optical microscope, as described in (Lefeuvre et al., 2014). 
The sample elementary fibres were tensile tested by a universal MTS Synergy testing 
machine equipped with a load cell of 2 N under a controlled atmosphere (T= 23±2°C; 
%RH = 50±4%) thanks to a Liebert Hiross indoor room cooling unit. The crosshead 
displacement rate was set at 1 mm/min until the fibre broke. The determination of the 
tensile properties, i.e., Young’s modulus (E, GPa), strength at rupture (s, MPa) and 
strain at rupture (er, %) were determined by taking into account the compliance of the 
loading frame. 
 

3.3. Mechanical investigation of flax cell walls by AFM and Nanoindentation 
3.3.1. AFM PF-QNM analysis 

After that the stems of the two batches were scutched with the scutching line machine, 
several technical fibres extracted with a scutching line machine after the stem dew 
retting process were embedded using a low viscosity epoxy resin kit from Agar 
Scientific (UK) using a flat mould. The full procedure concerning the samples 
preparation lightly dried in an oven, the final polymerization of the blocks and the 
surface preparation by ultramicrotome is described in (Melelli et al., 2021).  
 
A Multimode 8 AFM microscope AFM instrument (Bruker, Billerica, MA, USA) was used 
in Peak Force Quantitative Nanomechanical Property Mapping (PF-QNM) mode, and 
the instrument was calibrated following the method in (Melelli et al., 2021). The peak 
force amplitude was set at 50 nm, the maximum load was 200 nN, and a tip radius 

Emission Attribution Reference 

≈ 306 nm Tyrosine (Tedetti et al., 2012; Jamme et al., 2013) 

≈ 335 nm Tryptophan (Tedetti et al., 2012; Jamme et al., 2013) 

≈ 415 nm Ferulic Acid (Jamme et al., 2013) 

≈ 435 nm Caffeic Acid (Vidot et al., 2019) 

≈ 480 nm Lignin (Jamme et al., 2013) 

≈ 500-530 nm Lignin Disco beam line team personal communication 

 



https://doi.org/10.1016/j.indcrop.2022.115011  Industrial Crops & Products 184 (2022) 115011 

10 
 

between 25 and 99 nm was obtained by calibration with a spring constant between 111 
and 194 N/m following the same procedure as in (Melelli et al., 2020, 2021). The gain 
was set to automatic. At least 8 images for each batch were acquired and used to 
calculate the mean. All the acquisitions were made at controlled temperature 
(T = 23±2°C) and relative humidity (%RH = 50±4%).    
 

3.3.2. Nanoindentation  
Nanoindentation analysis was performed on the same blocks prepared for AFM, and 
24 tests for the control and 38 tests for drought-stressed flax fibres were performed. 
Nanoindentation analysis was carried out by a Nanoindenteur XP (MTS Nano 
Instruments, Oak Bridge, Tennessee, USA) used at controlled atmosphere 
(T = 23±2°C; %RH = 50±4%). The instrument was equipped with a three-sided 
pyramid indenter (Berkovich-Berko XPT-12761–0) and a 40x objective. The strain rate 
was set at 0.05 s-1 (i.e., 1 μN/s) during loading to reach a depth limit of 120 nm. The 
load was held at the maximum value for 60 s, and then withdrawal was performed with 
the same loading rate up to 10% of the maximum load. At least 20 locations in each 
sample for each batch were tested. 
 

3.4. Biochemistry  
3.4.1. Sample preparation for biochemical analysis 

Ten flax stems were cut into 3 segment equivalents in length, and the middle part was 
retained for further biochemical analysis. The middle segment was manually peeled, 
and both the flax bundles and the shive part were collected and pooled by sample 
nature. The content of the monosaccharides was then quantified by operating a 
homogenization step by cryogrinding (SPEX 6700 freezer Mill) approximately 1 g of 
the sample. 
 

3.4.2.  Monosaccharides 

The protocol was slightly modified from Barteau et al. (2021) in the presence of inositol 
as an internal standard. Neutral monosaccharides were analysed as their alditol 
acetate derivatives (Blakeney et al., 1983) by gas chromatography-flame ionization 
detection (GC-FID) (Perkin Elmer, Clarus 580, Shelton, CT, USA). For calibration, 
standards of carbohydrate solutions were used. Analyses were performed in three 
independent assays. The total monosaccharide content is the sum of each 
monosaccharide amount and is expressed as the percentage of the dry matter mass. 
 

3.4.3. Lignin 

The lignin content was quantified in homogenised powdered particles of samples. 
Lignin was assessed by spectrophotometry following the acetyl bromide method 
(Hatfield and Fukushima, 2005) on samples of approximately 20 mg in mass weight 
per assay. The chemicals were laboratory grade from Sigma Aldrich, and the analyses 
were performed with four independent assays, with the lignin content expressed as a 
percentage of the dry matter mass. 
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3.4.4. Proteins 

The total C and N contents of the samples were determined on cryogrinded powders 
via the Dumas method using an elemental analyser (VarioMicro, ELEMENTAR). 
Protein contents were determined from N contents multiplied by a 5.7 coefficient 
usually applied for non-reserve proteins. Experiments were run in triplicate with a 
calculated experimental error of less than 5%. 
 

3.4.5. Hydroxycinnamic acids 
Ester-linked phenolics from bast fibre and shives were analysed after mild alkaline 
hydrolysis according to the protocol in (Ho-Yue-Kuang et al., 2016). For this purpose, 
1 mL of 1 N NaOH was added to the ground samples (approx. 10 mg per assay) in 
centrifuged tubes and incubated for 4 h at 40 °C in a ventilated oven. Tubes were then 
centrifuged to discard the remaining particles, and the reaction media was acidified 
with 200 μL of 6 M HCl. After centrifugation (12,000 rpm, 10 min), supernatants were 
deposited onto a solid-phase extraction cartridge (Waters Sep-Pak Plus Short tC18 
cartridges) that were preconditioned before use. Washes and elution were conducted 
with 1 mL solutions. The samples were then concentrated six times using an air 
evaporator concentrator, filtered (0.45 μm) and analysed by high-performance liquid 
chromatography (HPLC) combined with UV diode array detection (HPLC-DAD). The 
samples (2 µL) were injected onto an RP18 column (Macherey Nagel 2 × 50 mm 2.7 
μm particle size, Nucleoshell RP18plus) with a flow rate of 0.3 mL.min–1. The eluents 
were 0.1% formic acid in water (A) and 0.1% formic acid in acetonitrile (B), with a 
gradient of B until 60%. Peak assignment from chromatograms was performed at 
320 nm according to their retention time by comparison with well-characterised 
samples of maize bran and UV absorption spectra (Waldron et al., 1996). A calibration 
curve with ferulic acid at different concentrations was used for quantification. 
 
The supramolecular organisation of macromolecules was investigated by two 
complementary techniques: i) 13C NMR cross polarisation-magic angle spinning 
(CPMAS), and ii) variable contact time cross-polarisation magic angle spinning 13C 
VCT-CPMAS. 
 

3.4.6. 1H and 13C NMR CPMAS 

Solid-state NMR (ssNMR) spectra were registered on a Bruker Advance III 400 
spectrometer on rehydrated AIM to approximately 30% (w/w) with ultrapure H2O. 
Spectra were recorded at a proton frequency of 400.13 MHz and a carbon frequency 
of 100.62 MHz. A double resonance 1H/X CPMAS 4 mm probe was used. The magic-
angle-spinning (MAS) rate was fixed at 12 kHz, and each acquisition was recorded at 
room temperature (293 K). CPMAS experiments were realised using a 90° proton 
pulse of 3.3 µs, a contact time of 1.5 ms and a 10 s recycling time for an acquisition of 
34 ms during which dipolar decoupling (SPINAL64) of 37.8 kHz was applied. Typically, 
2048 scans were accumulated per spectrum. Chemical shifts were calibrated with 
external glycine, assigning the carbonyl at 176.03 ppm. 
 
The approach developed by Larsson et al. (1997) was used to evaluate the cellulose 
crystallinity from the deconvoluted C4 peaks in the region 77–92 ppm. In the crystalline 
part of the region (Cr), the Larsson et al. method was performed thanks to the use of 
three Lorentzian peaks corresponding to cellulose Cr(Iα) (89.1 ppm), cellulose Cr(Iα+Iβ) 
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(88.2 ppm) and cellulose Cr(Iβ) (87.2 ppm) (Larsson et al., 1997). An additional 
Gaussian peak representing the paracrystalline (PCr) contribution (88.1 ppm) is also 
used.  
 
Three peaks were used in the amorphous C4 region: two Gaussian peaks 
corresponding to accessible surface cellulose C4 (AS; 82.7 and 83.7 ppm) and another 
peak corresponding to inaccessible surface C4 (IAS; 83.4 ppm). The proportion of 
crystalline cellulose in the different samples was determined by dividing the area of the 
three peaks of the crystalline region by those of the six peaks for the cellulose C4 
region. The lateral dimensions of the fibrils (LFD) and the lateral dimensions of the fibril 
aggregates (LFAD) were then estimated assuming a square cross-section of cellulose 
microfibrils. These estimates assumed that all amorphous cellulose was on the fibril 
surface. The cellulosic chain width was taken as 0.57 nm (Newman, 1999). 
 
The chemical shift, half-width and area of peaks were determined using a least-
squares fitting method using Peakfit® software (Systat Software Inc., USA). 
 

3.4.7. 13C VCT-CPMAS 
By varying the contact time t of cross-polarisation (20 points between 10 µs and 
9000 µs, with 512 accumulations per experiment), the dynamics of cross-polarisation 
were investigated. It is often presumed that magnetisation in 13C rises exponentially 
with time constant TCH and then decays with time constant 𝑇$%&  so that the two time 
constants can be extracted by fitting a dual exponential function (Kolodziejski and 
Klinowski, 2002). Nevertheless, it has become clear that the rising part of the curve is 
too complex to be described by a single exponential but rather comprises a rapid and 
a slower phase. Depolarisation of 13C in the rotating frame is described by single-phase 
kinetics. The cross-polarisation kinetics were fitted with the following formula (Equ. 1)  
(Kolodziejski and Klinowski, 2002), and minimization was performed with the Excel 
solver: 
 
𝐼(𝜏) = 𝐼!𝑒"# $!"#⁄ ∗ (1 − 𝜆𝑒"# $##⁄ − (1 − 𝜆)𝑒"&# '$##⁄ 𝑒"#$ '$%#

$⁄ ,, (1) 	
 
where 𝐼(𝜏) is the area of the carbon peak according to the contact time t, 
𝐼' is the maximum carbon signal intensity (associated with the optimal contact time), 
l is a parameter that depends on the number of protons (n) carried by carbons 
(l=1/(n+1)), 𝑇(& is the mean dipolar coupling between carbon and proton covalently 
link, 𝑇&& is the spin diffusion between the two proton reservoirs, and 𝑇$%&  is the rotating-
frame spin–lattice relaxation time. 

 

3.5 Carbon Isotopic analyses  

One milligram of lyophilized frozen material was all placed in tin capsules and burned 
in an elemental analyser (Pyrocube Elementar, Villeurbanne, France). Separation of 
resulting N2 and CO2 gas on gas-selective columns with Thermal Conductivity Detector 
(TCD). These Gas go on isotope-ratio mass spectrometer (ISOPRIME Elementar, 
Villeurbanne, France) and Isotope composition (13C/12C) can be measured. These 
values were expressed in delta (δ13C) notation in permil, that is, as deviation of the 
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carbon isotope ratio from the international standard Vienna Pee Dee Belemnite: 
δ13C=(RsampleRV-PDB)/RV-PDB. Some International Atomic Energy Agency 
standards USGS-40 (glutamic acid, δ13C = -26.39‰), IAEA-601 (benzoic Acid, δ13C 
= -28.81‰) and IAEA-CH-6 (Sucrose, δ13C = -10.449‰) were measured every six 
samples to assess measurement accuracy and correct for any drift of the mass 
spectrometer. Experiments were done in triplicate.  

 

4. Results 
4.1. Impact of drought on overall stem architecture 

The first observations were performed by collecting data on the height and diameter of 
15 stems sampled at plant maturity. Despite the same seeding rate, the difference in 
height between the stems selected from the two batches was significant (t-test with p 
≤ 0.001) and was approximately 28%, with average length values of 81.8 ± 4.3 cm and 
59.0 ± 6.5 cm for normal and droughted stems, respectively. In contrast, the difference 
in diameter, measured every 5 cm until the first branches, was less pronounced but 
still significant (Figure 4), especially in the middle and bottom of the stems. In the 
present study, control stems presented a height in line with the height of the Damara 
variety measured for 2019 in other flax lots (ARVALIS Institut du végétal, 2019). 
 

 
Figure 4. The height and diameter of 15 stems from the two batches with the relative 
standard deviations. 
 
An important criterion to evaluate drought stress in flax plants is the yield after fibre 
extraction. In this case, the plants grown under drought conditions had a yield of 4.49 
t/ha and a scutching yield of 13.8% against 7.19 t/ha and scutching yield of 17.2% of 
the control one; in general, the yield in terms of tonnes for the Damara variety is 8.54 
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t/ha, and the scutching yield should be approximately 20–28% under normal conditions 
(ARVALIS Institut du végétal, 2019). 
 
In addition, to the significant lower yield of fibre in the drought flax plant, carbon isotopic 
discrimination was conducted to check that the flax plant suffered drought stress from 
a physiological point of view. The natural 13C abundance (d13C) has been widely used 
in agronomy to monitor strategies to balance carbon acquisition and water loss crop 
water use efficiency (WUE), indicating how plants respond to change in abiotic 
environmental factors such as drought stress (Farquhar et al., 1982 ; Cernusak et al., 
2013). Control plant fibre bundles have an average d13C of -29.316 ± 0.05 when water 
deficient flax fibre have an -26.343 value. The d13C values measured in fibers of flax 
plants were significantly increased under drought conditions, revealing a long-term 
effect of drought on physiological parameter and indicating that plant cultivated under 
low-water diet effectively suffered from drought stress.  
 

4.2. Impact of drought on biochemical composition of the stem 
 

 
Figure 5. Overview of control and drought-stressed cross sections. Lignin is 
highlighted by phloroglucinol staining, and xylem is particularly rich in lignin. Three 
main tissues of interest are labelled here: Ep=epidermis, Fi= fibres, and Xy= xylem in 
white. The cambium (c) is highlighted in yellow. The cortical parenchyma between 
epidermis and fibres and the phloem between the fibres and the cambium are not 
considered in this case because they do not show any strong staining and their cells 
are too small to be evaluated. Objective 5x (a-c) and using 5x digital zoom (b-d). 
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Wiesner staining revealed coniferaldehyde end groups in lignin by red–purple 
colouration. An overview of a cross section of a control and drought stem does not 
show huge differences contrasted between the two batches (Figure 5) but highlight 
the xylem rich area on both control and drought stressed stems. Higher fluorescence 
emission in DUV fluorescence collected at 480–550 nm suggests more lignin in the 
drought-stressed stems (Figures 6.a-f), but it is contradicted by direct lignin 
quantification with the acetyl bromide method. No significant difference in lignin content 
appeared in the bast fibre region under naked eye observation (Figure 5). 
 
Using synchrotron DUV, fluorescence imaging showed similar results obtained from 
images acquired under 40x (Figure 6.e) and 10x (Figure 6.f) objectives with 
TELEMOS microscope. The mean values from the control and drought-stressed plants 
were calculated using the three sections from each of the three stems. 
 
Despite the important standard deviation, the fluorescence intensity collected between 
480–550 nm, attributed to lignin, appeared higher in the epidermis of the stressed 
stems, while the cortical parenchyma did not show any particular changes, except that 
a higher variability was observed in the control stems than in the stressed stems. 
 
The bast fibres were particularly interesting because in the drought-stressed stems, it 
was observed a higher fluorescence intensity at 480–550 nm, attributed mostly to lignin 
(Figure 6.f). Additionally, the fluorescence intensity due to tyrosine and tryptophan 
(327–353 nm) appeared higher in the drought-stressed fibres, but the p value 
calculated with the t-test indicated a nonsignificant difference, and for this reason, 
complementary direct biochemical analyses were performed. The phloem region from 
the control stems, as in cortical parenchyma, was demonstrated to have greater 
variability than that in the drought-stressed stems, especially regarding protein and 
phenolic compounds. In the xylem of the drought-stressed stems, a higher 
fluorescence intensity due to lignin and protein was noticed when calculated under the 
40x objective. This trend was also recorded for the phenolic compounds. 
 
The results obtained under DUV imaging were confirmed using POLYPHEME, 
recording a map of spectra of two cross-sections, one for each batch, chosen from the 
dataset. Figure 7 shows averaged spectra, normalised using the integrals of the three 
main signals 300–340 nm (attributed to protein), 415 nm (attributed to ferulic acid) and 
500–530 nm (attributed to lignin) and decomposed in three different mappings. 

Signals attributed to protein (red map) seemed less well distributed in the drought stem 
cross-section. In the cortical parenchyma of the control stem, a high concentration of 
protein was observed, while in the drought-stressed stem, the distribution was 
inhomogeneous, and the fluorescence was apparently less intense. Only some of the 
drought-stressed fibres gave protein autofluorescence, while in the control stem, the 
fluorescence was extended to all the fibres. 
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Figure 6. TELEMOS images under 10x and 40x objectives with the three channels 
merged to create a single image in RGB of a-b) control stems and c-d) stressed stems. 
e-f) Graphs of the mean and standard deviation of the fluorescence intensity values 
calculated in each tissue considered. 
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Figure 7. Two cross sections of the stems were investigated under fluorescence 
microspectroscopy (POLYPHEME). The spectra were averaged and normalised and 
three mappings were extracted to highlight signals attributed to protein (red), phenolic 
compound (green) and lignin (blue) distributions. Ep=epidermis, CP=cortical 
parenchyma, Fi=fibres, Ph=phloem, and Xy=xylem. 
 
The distribution of fluorescence attributed to phenolic compounds (green map) and 
lignin (blue map) is more interesting. In the control stem, the epidermis was rich in 
phenolic compounds, while no fluorescence was recorded in the stressed stem. On 
the other hand, technical fibres and xylem of the drought-stressed stem appeared 
much more enriched in phenolic compounds than those of the control stem. 
Fluorescence attributed to lignin content did not seem to visibly change in the xylem of 
the two batches, but lignin was observed to be less localised and better distributed in 
the cortical parenchyma and epidermis cells of the drought-stressed stem. 
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4.3. Impact of drought on fibres composition and structure 
Biochemical analysis of fibres extracted with GC-FID quantification showed a decrease 
of approximately 10% in total monosaccharide, approximately 15% of uronic acid and 
approximately 13% in glucose expressed in dry matter material for drought-stressed 
fibres (Figure 8 and Table 3). Lefeuvre et al. (2018) attributed arabinose, rhamnose 
and galactose to RG-I and xylose, mannose and glucose to “hemicellulose”. In contrast 
to Lefeuvre et al., Akin et al. attributed glucose to cellulose content and designed the 
rest as noncellulosic polysaccharides, abbreviated as NCP (Akin et al., 1996). These 
last authors calculated a ratio between glucose and the sum of xylose, rhamnose, 
galactose, mannose and arabinose (NCP), to which a small amount of fucose was 
added. In the present study, glucose was assumed to be indicative of cellulose. 
 
In drought-stressed flax fibres, the mannose content was increased by 28% and the 
ratio of Glucose/NCP in stressed flax bundles was lower, 4.9 in stressed fibres 
compared to 6.5 in control fibres as reported in Table 3. This is probably due to both a 
higher quantity of NCP and a slight decrease in cellulose. These observations are 
consistent with those of Lefeuvre et al., who reported an increase in hemicellulose 
polysaccharides (Lefeuvre et al., 2018).  
 
Regarding lignin, a significant increase of 29% was quantified, in line with data 
obtained under DUV analyses, particularly by TELEMOS, which recorded a higher 
lignification in stressed fibres in response to abiotic stress. One must recall that both 
autofluorescence and biochemical analyses have the same limitation, i.e., values are 
calculated on signals including the middle lamellae surrounding the elementary fibres, 
describing then the bundle. Middle lamellae are known to be enriched in lignin (Lion et 
al., 2017) and can therefore cause an overestimation of the lignin content when 
speaking about elementary fibre in biochemical or fluorescence analyses. 
 
Another important piece of information is obtained with the galactose/rhamnose 
(Gal/Rha) ratio, which is an indicator of ramification in the matrix and RG-I (Gorshkova 
and Morvan, 2006; Lefeuvre et al., 2018). In the present study, the Gal/Rha ratio 
calculated was 3.8 in the control fibres versus 2.8 in the stressed flax fibres. According 
to Lefeuvre et al. (2018), this lower ratio means that the ramification is less extended, 
arguably with a shorter galactose side chain length. Notably, long side galactose 
chains were purified from bast fibre G layer (Petrova et al., 2019). 
 
Regarding the protein, despite the large standard deviation, the multispectral imaging 
showed a trend towards a higher content in the drought-stressed fibres, whereas the 
direct protein content quantified with the Dumas method clearly shows an increment of 
almost 50% in the stressed fibres. 
 
Shives extracted from non-retted stems showed an increased amount of xylose in 
drought-stressed stems, while, unlike fibres, the amount of glucose barely changed 
between the two batches. Furthermore, a drastic decrease in the amount of lignin and 
protein in the xylem of drought-stressed stems compared to the control flax plants was 
observed. 
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Figure 8. Biochemical analysis of monosaccharide with a) or without b) glucose, 
protein c) and lignin d) and content in fibres and shives (xylem). Values are given in % 
of dry mass. xyl: xylose; glc: glucose; gal: galactose; man: mannose; rha: rhamnose; 
ara: arabinose; fuc: fucose; and Uronic A: uronic acid. 
 
Table 3. Detailed data of sugar analysis from fibres and shives. xyl: xylose; glc: 
glucose; gal: galactose; rha: rhamnose; ara: arabinose; fuc: fucose; and man: 
mannose. Gal/Rha and glucose/noncellulosic polysaccharide (NCP) ratios are also 
reported, SD standard deviation. All values are given in % of the dry mass. 
 

FIBRES 

% fuc ara rha gal glc xyl man Uronic 
Acid 

total 
sugars 

Gal / 
Rha 

Glc / 
NCP 

Control    0.31 1.06 0.85 3.27 62.8 1.17 2.99 5.32 77.8 3.84 6.5 : 1 
SD 0.17 0.04 0.59 0.26 1.85 0.13 0.03 0.80 3.81 - - 

Drought 
stress 0.11 1.00 1.18 3.36 54.3 1.17 4.17 4.50 69.9 2.86 4.9 : 1 

SD 0.00 0.11 0.12 0.16 0.34 0.11 0.03 0.28 0.21 - - 
SHIVES 

Control    0.06 0.85 0.53 0.82 33.95 14.22 0.98 / 51.40 / / 
SD 0.00 0.07 0.07 0.03 0.43 1.89 0.04 / 1.66 / / 

Drought 
stress 0.04 0.73 0.58 0.95 36.71 19.15 1.45 / 59.62 / / 

SD 0.08 0.06 0.10 0.02 1.63 0.59 0.07 / 2.43 / / 
 

Direct quantification of some hydroxycinnamic acids linked in the cell wall by ester 
bridges has been performed on technical fibres and shives (Table 4). This 
quantification includes ferulic acid as a form of monomer (major component) or one 
dimer (the 8–5’ benzofuran) and both coumaric and sinapic acids. A slight increase in 
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FA, sinapic and p-coumaric acids can be monitored in bast fibre from the drought-
stressed plants and a decrease in o-coumaric acid. No traces of dimer of 8–5’ ferulic 
acid dimer can be found in technical fibres. For shives, o-coumaric acid was not 
detected, and a dimer of 8–5’ ferulic acid was quantified in a similar amount in the 
drought and control plant shives. A general slight decrease is observed in ferulic acid, 
p-coumaric and sinapic acids in drought plant shives. 
 
Table 4. Amounts of hydroxycinnamics (monomers and dimer) released by mild 
alkaline hydrolysis of the control and drought technical fibres and shives. Values are 
expressed as % of dry matter. FA-E: ferulic acid in E or Z isomers; pCA: coumaric acid; 
oCA: o-coumaric acid; SA: sinapic acid; and DiFA8–5’C 8,5’-DiFerulic acid benzofuran 
form. DM is the dry matter. 
 

  
in % of the 

DM FA-E  pCA SA oCA DiFA8-5’C 

Technical 
fibres 

Control 1.5×10-5 1.4×10-5 1.6×10-6 2.7×10-6 0 

SD 1.6×10-6 5.4×10-7 8,5×10-8 1.4×10-7 0 

Drought 1.9×10-5 2.1×10-5 1.8×10-6 7.0×10-7 0 

SD 5.9×10-7 1.1×10-6 1,2×10-7 1.3×10-7 0 

Shives 

Control 3.6×10-5 3.3×10-5 2.5×10-6 0 5.3×10-7 

SD 1.8×10-6 2.4×10-6 1.2×10-7 0 1.3×10-7 

Drought 1.7×10-5 2.2×10-5 1.2×10-6 0 6.4×10-7 

SD 2.7×10-7 3.5×10-8 7.1×10-8 0 1.8×10-7 

 
Table 5. NMR data. Relaxation times associated with C4 phase areas for control and 
drought-stressed samples, 𝑇$%&  is the spin lattice in the rotating frame relaxation times 
for protons. Crystallinity index (CI), LFD and LFAD are the crystallinity ratios obtained 
from the C4 and C6 region deconvolution of 13C CP/MAS spectra, the lateral fibril 
dimension, the lateral fibril aggregate dimension and the hemicellulose content, 
respectively. 
 

 𝐓𝟏𝝆𝑯   (ms) 
 Control Drought 

C4 20 36 
                                13C CP/MAS 

Crys C4(%) 57 55 
LFD (nm) 4.6 4.5 

LFAD (nm) 20 19.2 
 
In addition to biochemical quantifications, ssNMR investigations were conducted. Flax 
fibres from the two batches did not show differences in crystalline cellulose content 
under NMR analysis, with a value of approximately 55–57%; however, the Nuclear 
Magnetic Relaxation Time Analyses T$%&  demonstrated a higher value of almost 50% in 
fibres extracted from drought-stressed plants compared to that of control samples. This 
value is due to the molecular organisation in the range of a few nanometres (2–30 nm) 
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around the cellulose fibres, and a higher value in drought-stressed fibres could suggest 
a more organised structure in components other than crystalline cellulose, i.e., pectin 
or hemicellulose (Table 5) which appeared altered in the drought-stressed fibres, as 
discussed above. However, at the ultrastructural level, the cellulose LFD and LFAD 
parameters, representing the size parameters of both cellulose fibril and fibril 
aggregates, remained on the same order for both the control and drought-stressed 
fibres. 
 

4.4. Impact of drought on fibres and cell wall mechanical properties 
Mechanical properties were investigated at the single fibre scale by tensile testing but 
also at the cell wall scale by AFM PF-QNM and NI. Table 6 shows the tensile properties 
obtained on the two batches of fibres as well as the number and diameters of the fibres 
considered. 
 
Table 6. Diameters and tensile properties of tensile tested flax fibres. 
 

 Number 
of fibres 

Diameter  
(µm) 

Young’s 
Modulus (GPa) 

Strength at 
break (MPa) 

Elongation at 
break (%) 

Control 58 19.5±4.7* 48.3±20.2n.s. 1160±548 n.s. 2.45±0.64 n.s. 

Drought 
stressed 58 16.3±3.6* 54.4±22.8 n.s. 1180±503 n.s. 2.28±0.63 n.s. 

* statistically significantly different (p<0.5), n.s.= not significant  

Previous results showed that drought stress has a clear impact on flax fibre 
biochemical content but also on their morphology. The diameters measured under an 
optical microscope on approximately 60 fibres demonstrated a significant difference 
(p < 0.5) between the control (19.3 ± 4.4 µm) and drought-stressed fibres 
(16.1 ± 3.5 µm), tested using Welch's t-test. However, neither the morphology nor the 
biochemical modifications seem to affect the longitudinal mechanical properties, which 
are still comparable between the two batches. Interestingly, these mechanical 
performances are fully in line with literature data collected on 50 batches of single flax 
fibres (Baley and Bourmaud, 2014), characterised with the same protocol and 
equipment in the same lab (Figure 9); our batches have an average Young’s modulus 
very similar to the average value of these 50 batches of elementary fibres and a 
strength at break slightly higher.  
 
Thus, at the elementary fibre scale, the tensile properties were not significantly 
affected, and they maintained their potential as composite material reinforcement, 
although the crop yield of the fibres extracted from the stressed plants was drastically 
reduced; this stability of flax fibre mechanical performance has already been 
demonstrated on a panel of 4 varieties with significantly different fibre yields 
(Goudenhooft et al., 2017).  
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Figure 9. Comparison of the tensile Young’s modulus and strength at break of the 
control and stressed flax fibres with literature data (Baley and Bourmaud, 2014). 
 
At the cell level, the topography and indentation modulus obtained by AFM of fibres 
from control and stressed batches are reported in Figure 10. The average indentation 
modulus obtained by AFM PF-QNM in control flax fibres was 19.3 ± 1.4 GPa and 19.0 
± 1.4 GPa in drought-stressed fibres, resulting in a nonsignificant difference 
(p value > α), without any mechanical gradient in the G or S1 layers in both cases. In 
light of the significant biochemical variations between the control and drought samples, 
this lack of contrast in indentation modulus emphasizes the hypothesis of a 
compensation effect of the plant metabolism to maintain its internal mechanical 
specifications in accordance with the in planta function. Further experiments run with 
nanoindentation confirmed the results obtained by AFM with an average indentation 
modulus of 19.1 ± 3.5 GPa and 19.5 ± 2.7 GPa obtained for control and drought-
stressed fibres, respectively, with again a nonsignificant difference (p value > α).  
 
This stability in the indentation modulus, obtained by both nanoindendation and AFM 
tests, provides pertinent indications of a poor evolution of both cellulose macrofibrils 
(crystallinity and MFA) and possible moderate changes in the polysaccharidic matrix 
ultrastructure, which can impact the transverse and shearing cell wall properties and, 
consequently, the indentation modulus. Conversely, the hardness (H) measured is 
contrasted, being statistically significant between drought-stressed and control fibres 
(341 ± 34 MPa in stressed fibres against 296 ± 35 MPa in control), with a clear higher 
hardness recorded in the drought fibres (Table 7). Gindl et al. (2002) and Stanzl-
Tschegg et al. (2009) have evidenced that the hardness of plant cell walls is a good 
indicator of noncellulosic polymer evolution; here, hardness measurements confirm the 
biochemical changes, which has been shown to be more sensitive than the indentation 
modulus to highlight matrixial changes. 
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Figure 10. Indentation modulus mapping and topography of control and drought-
stressed flax cell walls obtained by AFM PF-QNM experiments. 
 
 
Table 7. Mean values of indentation modulus and hardness recorded by AFM and 
nanoindentation. 
 

Characterisation technique  Control  Drought-stressed 

AFM PF-QNM 
Indentation Modulus (GPa) 19.3±1.4 n.s. 19.0±1.4 n.s. 

Nanoindentation 
Indentation Modulus (GPa) 

Hardness (MPa)* 

 
19.1±3.5 n.s. 

296±35* 

 
19.5±2.7 n.s. 

341±34* 
* statistically significant (p-value <0.5)  

 
5. Discussion 

All the results obtained in this work are summarised in Table 8. 
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Table 8. Summary table of observations divided by techniques. 
 

Flax plant DAMARA variety 
(2019)  

Drought-stressed (Fourches) 

Rainfall <100 mm cumulated rainfall 

Height (mm) 59.0 ±6.5 (- 28%) * 
Technical fibre Yield 13.8% (-14 %) * 
DUV imaging Fibers 

Proteins:    + (n.s.) 
Phenolic:    + (n.s.) 
Lignin:         +* 

Xylem 
Proteins:    +* 
Phenolic:    + (n.s.) 
Lignin:        +* 

DUV microspec. Fibres  
Prot.: less intense, less 
homogeneous 
PC: more intense, well 
distributed 
Lignin:  / 

Xylem 
Prot.: less intense, less 
homogeneous 
PC: more intense, well 
distributed 
Lignin: n.s. 

Total Monosaccharides * 
(% dry mass)  

Fibres  
69.89±0.21          (-10%)  
(Glc= -13%, Man= +28%) 

Xylem 
59.62±2.43               (+14%)  
(Xyl= +26%, Man= +33%) 

Lignin * 
(% dry mass) 

Fibres  
4.37±0.40           (+29%)  

Xylem 
24.4±0.30                  (-14%)  

Protein * 
(% dry mass)  

Fibres  
2.8±0.1                 (+47%)  

Xylem 
1.6±0.1                      (-27%) 

Hydroxycinnamic * 
 

Fibres  
+12%/+30%  
(except oCA= -74%)  

Xylem 
-35%/-50% 
(except DFA8-5C= +17%) 

13C NMR CP/MAS 
Crys C4 (%) 
LFD & LFAD 

 
55% (n.s.) 
4.5 (n.s.); 19.2 (n.s.) 

13C VCT-CP/MAS 𝐓𝟏𝝆𝑯  = +45-50% * 
Diameter fibres (µm) 16.1 (-17%) * 
Tensile test 
Young’s modulus (GPa) 
Strength at break (MPa) 

 
54.4±22.8 (n.s.) 
1180±503 (n.s.) 

AFM PF-QNM  
Indentation Modulus (GPa) 

 
19.0±1.4 (n.s.) 

Nanoindentation 
Indentation Modulus (GPa) 
Hardness (MPa) 

 
19.5±2.7 (n.s.) 
341±34 * (+13%) 

*= statistically significantly different (p<0.5), n.s= not significantly different  

 
Flax plants grown under drought conditions have undergone important modifications 
in terms of morphology, as indicated by a reduction of both the height and stem 
diameters. This was already observed for linseed by Kariuki et al. (Kariuki et al., 2016), 
who also documented an important decrease in the number of leaves under water 
stress.  
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Abot et al. studied Cannabis sativa under water stress conditions and recorded a delay 
in stem maturity for stressed stems (Abot et al., 2013). Conversely, it was observed 
that other plants anticipated their maturity by trying to shorten their growing cycle to 
prevent drought stress during critical periods, such as flowering (Farooq et al., 2012; 
McMaster and Wilhelm, 2003). In drought-stressed flax plants, it was observed delays 
in flowering and maturation (not shown in this paper). In order to assess if the drought 
condition has physiologically induced suffering of plant, the 13C stable isotope 
abundance has been use in this study because it has been widely utilized to deliver 
useful information about leaf gas exchanges and photosynthetic capacities. 
Photosynthetic carbon discrimination comes from two main steps during CO2 fixation 
in C3 plants : at first a small isotopic discrimination (4,4°/°°) caused by CO2 diffusion 
from the atmosphere to the leaf photosynthetic cells and 2) a strong isotope effect 
(29°/°°) associated with ribulose 1,5-bisphosphate carboxylase/oxygenase (RuBisCO) 
carboxylation, which preferentially uses 12C relative to 13C (Farquhar et al., 1989). 
Under low-water diet, the decreased of stomatal conductance and photosynthetic CO2 
fixation lead to an increase in d13C, reflecting that plants are indeed suffering from 
drought stress (Souza Mateus et al., 2021). The stronger increase in fiber d13C could 
reflect metabolic isotope discriminations in cellulose synthesis, which is generally 13C-
enriched compared to photosynthetically fixed carbon (Gleixner et al., 1993 ; Schmidt 
& Gleixner, 1998 ; Kodina, 2010), and this effect could be reinforced by post-
photosynthetic isotope fractionations during biomass synthesis (such as for rhamnose) 
and/or respiratory CO2 loss that could increase under stress conditions (Badeck et al., 
2005 ; Cernusak et al., 2009 ; Flexas et al., 2005). 

Under drought stress, it is known that flax plants reduce their fibre diameter, and both 
the fibre number and length are affected (Chemikosova et al., 2006). This fact, together 
with the reduced height and diameter of the plant, has a direct impact on the fibre yield 
and can explain the lower fibre yield obtained from drought-stressed plants (13% 
versus 17% under normal conditions, and approximately 20–28% in the literature). A 
similar loss of yield was already reported in Lefeuvre et al. for drought-stressed stems 
of the Marylin flax variety (Lefeuvre et al., 2018). 
 
Histochemical analysis with phloroglucinol demonstrated a slight colouring of flax fibres 
from the two batches, but no differences between the drought and control fibres were 
detected in their cell walls or in their middle lamellae, where lignin is arguably mainly 
present (Richely et al., 2021). 
 
Lignin is a complex polyphenolic constituent of different monolignols with the role of 
providing stiffness to the plant as a mechanical function as well as hydrophobicity 
(Neutelings, 2011) and, in the case of stress, serving as encrusting polymers with the 
aim of increasing the resistance of plants to unfavourable environments. Indeed, 
hyperlignification was also observed in the growth of other plant species under drought 
stress (Frei, 2013; Malavasi et al., 2016), and a role of a physical barrier was observed 
in stressed maize leaves, where higher lignification was attributed to the plant response 
to limit water transpiration (Hu et al., 2009). However, hyperlignification due to stress 
is not systematic in all tissues of the plant, and it also differs among the plant species 
investigated (Cabane et al., 2012). Nevertheless, since the lignin content in flax fibres 
is very low, it is difficult to link the presence of lignin to the stiffness of the cell wall. 
Thanks to UV fluorescence analysis and direct biochemical quantification, it was 
possible to deeply investigate proteins (especially tyrosine and tryptophan) and 
hydroxycinnamic acids. Tyrosine and tryptophan are amino acids belonging to protein 
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and are essential for plant metabolism. Indeed, tyrosine, as a tyrosine phosphorylation, 
is linked to the capacity of cell division, which is reduced when the plant undergoes 
drought conditions (Schuppler et al., 1998; Bartels and Sunkar, 2005). Furthermore, 
protein tyrosine phosphatase is a negative regulator of the phytohormone abscisic acid 
(ABA), which is responsible for the movement of stomata and, under drought stress, 
induces their closure (Bartels and Sunkar, 2005; Shankar et al., 2015). Tryptophan is 
an amino acid used for the synthesis of protein and other compounds with a different 
role in plant growth, resistance and reproduction; in particular, it is the precursor of 
auxin biosynthesis, a hormone directly linked to growth capacity (Sihel, 1998; Zhao, 
2010). Extensive research on wheat growth under drought stress conditions showed 
that plants had an increase in both tryptophan and tyrosine in their leaves (Bowne et 
al., 2012). 
 
A large increase in tyrosine and tryptophan was also observed for tree stems of elm 
and oak wood species subjected to moderate to extremely severe drought conditions 
(Rodríguez-Calcerrada et al., 2021).  
 
 Hydroxycinnamic acids are well known to be antioxidants (Chen and Ho, 1997), and 
their biosynthesis directly involves tyrosine and phenylalanine, which are their 
precursors (Macoy et al., 2015; El-Seedi et al., 2018). At the same time, lignin is 
biosynthesised from hydroxycinnamic acids (Humphreys and Chapple, 2002; 
Hoffmann et al., 2004). In flax plants, hydroxycinnamic acids play several roles, such 
as cross-linking and mechanical support, and are directly involved in the plant 
response to biotic and abiotic stress. (Gorshkova et al., 2000). Most likely, for these 
reasons, other teams found that the amount of hydroxycinnamic acids seems to 
increase when plants grow under drought stress (Macoy et al., 2015; Šamec et al., 
2021). 
 
In general, the cutin and waxes in the external part of leaves and stems of plants, which 
can generate autofluorescence (Verhertbruggen et al., 2017), are partially responsible 
for water transpiration, and their thickness seems to increase with drought, as in the 
case of tea leaves (Chen et al., 2020). 
 
In the epidermis of drought-stressed flax stems examined here, a slightly higher 
fluorescence intensity of lignin was observed than that in control stems, while the 
fluorescence intensity of protein and hydroxycinnamic acids tended to decrease 
(Figures 6.e, f and 7).  
 
In cortical parenchyma, the difference in thickness was evident and apparently higher 
in the stressed stems with also larger cells, as one can note in Figures 6.a-d. Control 
stems, on the contrary, had a dense, thin and more compact cortical parenchyma. In 
terms of molecular distribution, high variability was found in the cortical parenchyma of 
the control, while the stressed stems showed a more homogeneous response in all 
three stems investigated, especially regarding tyrosine and tryptophan (Figures 6.e, 
f). As in cortical parenchyma, phloem showed extremely high variability in controlled 
plants, while the standard deviation was reduced in the stressed stems. Unfortunately, 
in the literature, there is a lack of information regarding the response of these tissues 
to drought stress. The greatest differences between the two flax batches were found 
in the xylem and fibres. In the xylem, it was observed an increase in fluorescence 
intensity in all three filters for the stressed stems, especially for the filter assigned to 
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protein (327–353) and lignin (480–550), as reported in Figures 6.e, f. This seems to 
be in line with the literature because a higher xylem lignification appears to be 
beneficial for drought-stressed plants of other species (Cabane et al., 2012; Frei, 2013; 
Malavasi et al., 2016). However, to the best of our knowledge, there is no literature on 
flax xylem lignification under drought stress.  
 
Nevertheless, UV fluorescence results were contradicted by direct biochemical 
quantification, where a lower content of protein, lignin and hydroxycinnamic acids was 
measured in drought xylem than in the control flax plants (Tables 4 and Figures 8.c, 
d). A hypothesis to explain this discrepancy relies on the method of quantification. 
 
The specificity of the fluorescence of lignin has already been questioned (Beaugrand 
et al., 2022; Vidot et al., 2019), and a hypothesis is that nonlignin molecules capable 
of fluorescing in the range of 480–550 nm may have overestimated the lignin amount 
by the autofluorescence method. On the other hand, the direct method of quantification 
can be influenced by the contrasting affinity of reagents with fine molecule structures. 
For instance, lignin quantification by acetyl bromide may be sensitive to the lignin ratio 
of G/H and S monomers, and when lignin is stained by phloroglucinol (Day et al., 2005) 
in flax, it shows a contrasting location and distribution compared to safranin-based 
quantification (Baldacci-Cresp et al., 2020). Quantification for accurate and specific 
measurements of complex structures is still a challenge. 
 
Similar limitations of both techniques were also observed for the quantification of 
protein and hydroxycinnamic acids. Deep UV fluorescence investigations allow the 
detection of only a few amino acids capable of fluorescing, such as tryptophan, while 
the biochemical method is based on the quantification of all the azote contents of the 
sample and reflects all 20 amino acids constituting proteins. Thus, if the draught 
samples have a high protein content but are not enriched in aromatic amino acids that 
can fluoresce, then DUV imaging may underestimate the real amount of protein. 
 
In stressed xylem, for example, the biochemical quantification approach also recorded 
a lower amount of protein than the control one (Figure 8c). It is possible to conclude 
that although drought stress could have caused an enrichment in tryptophan and 
tyrosine in the xylem observed under fluorescence, the overall amount of protein 
calculated by direct quantification, therefore also considering nonaromatically enriched 
amino acids, probably decreased. 
 
Contrary to protein, for the analysis of hydroxycinnamic acids, direct quantification can 
only quantify ester bonds, and only certain forms, but does not exhaustively quantify 
all hydroxycinnamics. For this reason, in this case, DUV quantification is certainly more 
representative of the overall hydroxycinnamic acids if the two methods are compared. 
 
Regarding flax fibres, under DUV light, a higher fluorescence intensity for all three 
filters was recorded in stressed flax fibres (Figures 6.e, f) and fluorescence 
microspectroscopy clearly shows enrichment, especially in hydroxycinnamic acids 
(Figure 7). The higher amounts of protein, hydroxycinnamic acids and lignin were 
confirmed by direct quantification (Figures 8.c, d and Table 4). An increase in lignin 
was expected in response to drought stress, as already reported in the literature for 
both flax and hemp fibres (Abot et al., 2013; Lefeuvre et al., 2018), but no literature 
data have been found on protein and hydroxycinnamic acids. 
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Monosaccharides were also investigated and linked to cellulose and hemicellulose. 
Biochemical analysis by wet chemistry (GC-FID) also demonstrated a moderate 
decrease in glucose content for stressed flax, probably compensating for the 
biosynthesis of mannose, whose content increased. In extracted drought-stressed flax 
fibres, Lefeuvre et al. found more xylan as a structured polysaccharide and a decrease 
in gel/matrix polysaccharides (rhamnogalacturonan and homogalacturonan), a 
decrease in uronic acid, a decrease in the Gal/Rha ratio and a decrease in total sugars 
extracted in acid compared with control flax fibres (Lefeuvre et al., 2018). The 
presented results are generally in line with their observations (Figures 1.a, b and 
Table 3), and a lower Gal/Rha ratio in drought-stressed fibres means a modification in 
the RG-I polymer responsible for the order of the microfibril network (Chemikosova et 
al., 2006).  
  
Increased quantities of mannose and galactose were observed by Bowne et al. in leaf 
tissues of wheat growth under drought conditions, and the authors hypothesised that 
mannose and galactose are correlated with plant defence in an attempt to avoid loss 
of water in unfavourable environmental conditions (Bowne et al., 2012). This may also 
be a valid explanation in the case of flax fibres. 
 
Table 9. Flax fibre cell wall layers and approximative composition readapted from 
(Gorshkova et al., 2018a, 2018b; Goudenhooft et al., 2019)   
 

Fibre cell wall layer Approximative composition 

PW 

~ 25-40% Cellulose  
~ 30% Hemicellulose (xyloglucan and less amount of arabinoxylan) 
~ 30% Pectins (homogalacturonan and less amount of RG-I, RG-II 
and arabinogalactan) 

S1 

 
~ 30-50% Cellulose  
~ 25% Hemicellulose (mainly xylan, xyloglucan and a small amount 
of glucomannans) 
~ 5% Pectins (homogalacturonan) 
~ 20-30% Lignin 
 

G 

~ 75-90% Cellulose  
~ 5-10% Pectins (mainly RG-I, probably also a small amount of 
homogalacturonan) 
Small amount of glucomannans and arabinogalactans 

 
Rihouey et al. reported on flax fibres that mannose is currently known only in the form 
of glucomannans and that glucomannans play a main structural role in fibre cells I 
(Rihouey et al., 2017). In the present study, mannose was the main monosaccharide 
that changed between the two batches and became more abundant in the drought-
stressed fibres. Because mannose content is extremely low in both lots compared to 
glucose and glucomannans are mainly located in the G layer (Gorshkova et al., 2018a, 
2018b; Goudenhooft et al., 2019), as illustrated in Table 9, the stressed flax fibres are 
apparently enriched in glucomannans.   
 



https://doi.org/10.1016/j.indcrop.2022.115011  Industrial Crops & Products 184 (2022) 115011 

29 
 

The amount of glucose, on the other hand, decreases in drought-stressed fibres and 
the xyloglucan content first, which are calculated with the ratio Glc/Xyl=1.5 with the 
rest of glucose after the estimation of glucomannans (Rihouey et al., 2017), and xylans 
then, which are calculated with the remaining xylose content (Rihouey et al., 2017), 
probably decrease as well because in both batches investigated here, the xylose is 
constant. 
 
Thus, hemicelluloses in the S1 layer are particularly reduced in drought-stressed fibres 
and probably partially replaced by other molecules, such as lignin, protein and 
hydroxycinnamic acids. 
 
Regarding pectins, using the Gal/Rha ratio, it was found that drought-stressed fibres 
had a smaller ratio and, consequently, the stressed fibres had RG-I with shorter 
galactan chains (Gorshkova and Morvan, 2006; Lefeuvre et al., 2018). This result 
confirms the results obtained by Lefeuvre et al. (Lefeuvre et al., 2018), who observed 
the same smaller ratio in drought-stressed flax fibres than in the controls. 
 
Despite all these important biochemical modifications at the stem and fibre levels, the 
mechanical properties of flax fibres in terms of both indentation measured at the 
nanoscale level and Young’s moduli measured by tensile testing were preserved, and 
stressed and control fibre mechanical properties were comparable at both the local 
and fibre scales (Figures 9 and 10). Our results are in agreement with the study of 
Lefeuvre et al., where batches of flax fibre growth under drought and control conditions 
were measured by tensile testing, and the authors did not observe any significant 
differences (Lefeuvre et al., 2014). It can be argued that tensile test behaviour and 
properties are mainly driven by cellulose content and arrangement due to the poor 
MFA and high crystalline cellulose content of falx fibres; consequently, changes in the 
polysaccharidic matrix are not easily perceptible with this method.  
 
In fact, in the present study, thanks to the NMR analysis, it was observed that the 
crystallinity index was the same as the microfibril network between the two batches 
(Table 5), which can explain why the longitudinal mechanical properties of the fibres 
measured by the single fibre tensile test were quite the same, except for the hardness.  
 
Hardness measured by nanoindentation was higher in the drought-stressed fibres than 
in the control fibres. Eder et al. reported that hardness is mainly due to the matrix 
behaviour of the fibre cell (Eder et al., 2013). Indentation is a much more complex 
loading that leads to the fact that the indentation modulus depends on the longitudinal 
Young’s modulus but also to the transverse and shear moduli (Jäger et al., 2011). 
Hence, indentation modulus is sensitive to the cellulose microfibrils elastic properties, 
such as the longitudinal Young’s modulus, but also to the cell wall matrix viscoelastic 
properties. Despite the changes in the chemical composition and organisation of the 
matrix observed here, this modulus is not significantly altered. Conversely, the 
hardness measured by nanoindentation was higher in drought-stressed fibres than in 
control one. Eder et al. reported that the hardness is mainly due to the matrix 
viscoplastic (irreversible) behaviour of the cell wall (Eder et al., 2013). Similar trends 
were addressed by Gindl et al. (2002) and Stanzle-Tschegg et al. (2009), by comparing 
lignification of spruce tracheids for different maturity degrees and thermally treated 
wood, respectively. 
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The longitudinal elastic modulus and strength are due to the crystalline cellulose and 
are unchanged as well as the indentation modulus, which depends on the viscoelastic 
properties of the cell wall matrix. Conversely, the hardness, which mainly depends on 
the viscoplastic properties of the cell wall matrix, varies between control and stressed 
fibres. Therefore, it can be hypothesised that biochemical changes would mainly 
impact the viscoplastic behaviour of the cell wall matrix.  
 
Besides, the relationship between lignin and nanomechanical properties requires 
particular attention. The role of lignin in the mechanical properties of cell walls with 
cellulose microfibrils having a high microfibril angle has been deeply studied in wood, 
and a high lignin content has been observed to increase the shear modulus and 
strength of the matrix by filling the space between cellulose and hemicellulose 
(Özparpucu et al., 2019, 2017; Gindl et al., 2002), and the hardness measured resulted 
particularly sensible to the lignin concentration (Gindl et al., 2002).  
 
Following the hypothesis in Rihouey et al. (2017), together with the observations done 
by Gindl et al. and Özparpucu et al. (2017, 2019), it is possible to hypothesise that: i) 
the higher amount of glucomannans and probably less branched RG-I in G layer, ii) 
the higher lignin content in S1 layer and probably also iii) the lower Uronic Acid content 
(the more the Uronic Acid the more is the fibre strength (Bourmaud et al., 2013)) play 
a central role in the increased hardness of drought-stressed flax fibres helped to 
improve the hardness of drought-stressed flax fibres. However, the impact of 
homogalacturonans, protein and hydroxycinnamic acids on the fibre mechanical 
behaviour is still unclear.   
 

6. Conclusion 
The morphological, biochemical and mechanical properties of flax stems and fibres 
were explored after a severe drought. Particular attention was given to the study of 
single flax fibres because of their wide use in different industrial sectors and especially 
as composite material reinforcements. 
 
Biochemical contrasts between the control and drought-stressed flax fibres were 
highlighted such as a huge increase in the protein and lignin content after drought 
stress, as well as an increase in hydroxycinnamates. Additionally, the morphology of 
the stems and fibres to be smaller in diameter than in control. The stiffness measures, 
both obtained through tensile and indentation tests, do not evolve with drought stress; 
these properties are mainly driven by cellulose arrangement and ultrastructure, which 
remain quite unchanged here. In contrast, indentation hardness confirms its role as a 
pertinent indicator of noncellulosic component changes. Thus, thanks to the stability of 
their mechanical properties at the fibre scale, fibres submitted to drought are still 
suitable for biocomposite and textile production, although their production yield 
drastically decreases. 
 
Here, a flax variety rather tolerant to drought was selected, but future work will focus 
on flax varieties with a higher sensitivity to drought, such as the Aretha variety. 
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APPENDIX  
 

Figure A1. Overview of the sample route analysis for Synchrotron DISCO beamline 

exploration. 
 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



The suitability of the three filters has been discussed in terms of their appropriateness 

to capture the most important differences in the biochemical composition of flax stems 

under stress. 

The acquired images must be corrected to quantitatively calculate the fluorescence 

intensity. Equ. A.1 is used to normalize the grey level to eliminate the variations linked 

to the CCD camera for each filter and acquisition time, as well as the heterogeneity of 

the intensity linked with the laser beam:   

𝐼! =
"!#$(#,%)
%(')#$(()

    (A.1) 

where Ic is the grey level in the corrected image, Ir is the level in the raw image 

acquired, D(f,t) is the “dark” level of the camera acquired depending on the filter used 

and the acquisition time, W(z) is the “white” level of the beam without filters depending 

on the Z stack position and objective used and D(w) is the “dark” level acquired to record 

the noise of the instrument without any filter (Vidot et al., 2019). To perform the ‘white’ 

level, a small window of luminescent reference compound (Nd-YAG crystal) using only 

the dichroic mirror without any filter was used as a reference. 

With TELEMOS, the three stems of the two batches, each with three cross-sections, 

were analysed in a total of 18 cross-sections, 9 from drought plants and 9 from control 

plants. The images acquired were ultimately processed using ImageJ/Fiji software 

(Rasband, 1997; Schindelin et al., 2012). Segment and area tools were used to select 

ROI and calculate the intensity of each filter in regions of the image where the beam 

intensity is focused, i.e. the centre of the image (Figure A.2). For further information 

on the method, see (Beaugrand et al., 2022).  

A range of display values for each channel and each objective was fixed (10x objective: 

red 0–1500; green 0–2500; blue 0–2500; and 40x objective: red 0–1500; green 0–

4000; blue 0–4000) to obtain similar colour intensity in images acquired with the two 

different objectives.  

 

 

 

 



Figure A.2 TELEMOS images acquired and processed. Illustration given for the 

control sample. The images are 16-bit (65536 grey levels) composite images resulting 

from the three filters. The region of interest (ROI) where fluorescence intensity was 

calculated is highlighted in red. Images acquired with a 40x objective. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



Figure A.3 Fluorescence spectra extracted from the cross section of the control and 

drought stem sample. Illustration of the epidermal cell type and paraffin, which does 

not fluoresce (background). 
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