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Abstract 

Tm3+/Pr3+ co-doped Bi4Ge3O12 (Tm,Pr:BGO) crystals with various Pr3+ doping 

concentration were successfully grown using the micro-pulling-down (µ-PD) method. 

The use of Pr3+ co-doping for deactivating the Tm3+ ion at 1.5 µm emission was 

investigated in the BGO single crystal for the first time. The effect of Pr3+ 

concentration on the spectroscopic properties of Tm,Pr:BGO crystals were 

demonstrated. In addition, the fluorescence lifetime of Tm3+:3F4 level of 0.5 at.%, Pr, 

2 at.% Tm:BGO crystal is quenched effectively (from 5.64 ms down to 0.36 ms) and 

the population inversions between Tm3+:3H4 and 3F4 levels are enhanced to achieve a 

four-level laser system at 1.5 µm. 
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1. Introduction 

The near-infrared (NIR) emissions around 1.5 μm wavelength have attracted much 

attention in the past decades for its numerous applications in telecommunication, 

biomedical systems and remote sensing [1-3]. Tm3+ ion is a natural candidate for 1.5 

μm laser owing to the 3H4 → 3F4 transition. Unfortunately, the self-terminating 

transition (3H4 → 3F4) of Tm3+ions, namely, the upper level (3H4), has a shorter 

lifetime than the lower one (3F4), almost extinguishing the probability of population 

inversion for lasing at around the 1.5 μm wavelength. In order to achieve intense 

Tm3+:3H4 → 3F4 NIR emissions for practical laser operation, co-doping deactivating 

ions, such as Tb3+ [4-9], Ho3+ [8]and Eu3+ [9,10], is an effective way to depopulate the 

Tm3+:3F4 level for population inversion and create a desirable fluorescence lifetime 

ratio. Moreover, Tm3+ lasers emitting at around 1.5 μm have been demonstrated in 

Tm3+/Ho3+ co-doped YLiF4 crystal [11], Tm3+/Tb3+ co-doped YLiF4 crystal [12] and 

Tm3+/Ho3+ co-doped tellurite glass microsphere [13]. To the best of our knowledge, 

there is no report about the use of Pr3+ as a deactivated ion of Tm3+ for achieving an 

efficient 1.5 μm fluorescence emission. 

Bi4Ge3O12 (BGO) crystal has some excellent characters as a host of laser gain 

medium, such as excellent physical and chemical properties [14]. Undoped BGO has 

broad emission bands which can be converted to narrow bands emission lines when it 

is doped with rare earth.  The crystal belongs to cubic system with the space group 

of I43d [15]. As it melts congruently, large size single crystals can be obtained by the 

Bridgman and Czochralski methods. The micro-pulling-down (µ-PD) method can also 

be used to grow fiber shaped BGO crystals with high quality and good transparency, 

where the crystals have low thermal strain compared to others growth methods 

[16-18]. Much research work has been devoted to Nd3+ [19, 20], Eu3+ [21, 22] doped 

BGO crystals grown by the µ-PD method as laser gain media. However, Tm3+ doped 

BGO crystal for NIR lasing emission has not been reported yet.  

In this work, Tm3+/Pr3+ co-doped BGO shaped crystals were successfully grown by 

the µ-PD method. Pr3+ was demonstrated to be an efficient deactivated ion for Tm3+ 

ion to facilitate the Tm3+:3H4 → 3F4 by effective energy transfer from Tm3+:3F4 level 

to Pr3+:3F2 level. Pr3+ and Tm3+ are attractive dopants because they have many 

emission lines due to 4f-4f transitions from visible to near infrared wavelengths. The 

spectroscopic properties of Tm3+/Pr3+ co-doped BGO crystals at the 1.5 μm 

wavelength region for potential NIR laser application was also evaluated. Following 

our knowledge, not any work with Pr, Tm codoping BGO crystals study luminescence 

spectra in the NIR region has been investigated.  

2. Experiments 

The Tm,Pr:BGO crystals were grown using the µ-PD method [23] with the following 

composition: Tm0.08Pr4xBi3.92-4xGe4O12 (x=0, 0.001, 0.002, 0.003, 0.005). Tm2O3 

(99.999%), Pr6O11 (99.999%), Bi2O3 (99.999%) and GeO2 (99.999%) powders were 

used as raw materials for crystal growth. The mixture was press into bulks and heated 
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in the air at 750℃ for 24h. The polycrystalline powders was melted in a platinum 

crucible, and then the melt was pulled down along the <210> direction through a 

capillary channel at the bottom of the crucible. The crystals were grown with a pulling 

rate of 0.3 mm/min in the air atmosphere. As shown in Fig.1, Tm,Pr:BGO cubic 

structure crystals were obtained with a rough appearance on the outside and present a 

light yellow color typical to BGO crystal growth from the melt in air atmosphere 

using Pt crucible. The crystals crystallized from the capillary die of the crucibles were 

very uniform in diameter according to the measurements performed directly from the 

fibers with accuracy of about ± 20 μm.  

 

 

Fig. 1. Photographs of the as-grownTm,Pr codoped BGO crystals 

 

  The absorption spectra of Tm,Pr:BGO crystals in the range of 400-2050 nm were 

measured using a UV–VIS–NIR spectrophotometer (Lambda 1050, Perkins Elmer, U. 

S. A.). The fluorescence spectra and fluorescence decay curves were recorded by a 

fluorescence spectrometer (Edinburg Instrument, FLS1000, U. K.) under the 

excitation of 793 nm. All the measurements were performed at room temperature. 

3. Results and discussion  

The typical absorption spectra of Tm:BGO and Tm,Pr:BGO crystals are presented in 

Fig.2. The observed absorption bands are assigned to the transitions from the ground 

states of Tm3+:3H6 or Pr3+:3H4 to the indexed excited ones. Whatever the dopant 

concentration, no spectral shifts of the absorption spectra were detected. Intensities of 

the main absorption are mostly similar at room temperature (RT), but relative changes 

of line intensities are observed.  In the range of 760–820 nm, there is one strong 

absorption band near 792 nm with a full width at half-maximum (FWHM) about 3 nm 

due to the Tm3+:3H6 → 3H4 transition, which coincides well with the emitting 

wavelength of high-power AlGaAs laser diodes. Since Pr3+ ions do not absorb around 
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793 nm, they will not reduce the pump efficiency under laser diode excitation. 

 

 

Fig. 2. Room temperature absorption spectra of Tm:BGO and Tm,Pr:BGO crystals  

 

As a function of dopants concentration the NIR and mid-infrared (MIR) emission 

spectra of Tm:BGO and Tm,Pr:BGO crystals excited at 793 nm are shown in Fig. 3(a) 

and Fig. 3(b). The NIR emission bands correspond to the Tm3+:3H4 → 3F4 transition 

and The MIR emission bands are assigned to the Tm3+:3F4 → 3H6 transition. It is clear 

to see that almost no distinct change in the shape and position of the NIR emission 

bands were observed at praseodymium concentrations from 0 to 0.5 at.%. The 

presence of the narrow emissions lines resulting from dopant transition offers a probe 

of the geometry and crystal field.  Moreover, the intensity of the emission bands 

changed a little. On the contrary, a significant reduction in the MIR emission intensity 

of the 3F4 level between Tm3+ doped and Tm3+/Pr3+ co-doped samples, which justifies 

that Pr3+ ions can be used effectively to depopulate the Tm3+:3F4 level. The intensity 

of MIR emission decreases with the increase of praseodymium concentration, and the 

intensity of MIR emission is almost absent when the Pr3+ concentration is over 0.3 

at.%. 
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Fig. 3 (a) NIR and (b) MIR fluorescence spectra of Tm:BGO and Tm,Pr:BGO crystals 
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In order to understand the differences of fluorescence spectra caused by co-doping Pr3+, the energy 

level scheme of Tm3+ and Pr3+ is illustrated in Fig. 4. The Tm3+ ions were excited 

from ground state 3H6 to excited state 3H4 through the absorption of 793 nm pumping, 

and then the ions in the 3H4 level decay radiatively to the 3F4 level with 1.5 µm 

emission. After that the Tm3+ ions in the 3F4 level will decay radiatively to the 3H6 

level with emitting 2 µm emission. On the other hand, energy transfer process from 
3F4 level of Tm3+ to Pr3+: 3F4 (Tm3+) + 3H4 (Pr3+) → 3H6 (Tm3+) + 3F2 (Pr3+) will also 

happen because of the small energy mismatch between the 3F2 level of Pr3+ and the 
3F4 level of Tm3+, then the energy will decay very rapidly down to the ground state via 

multiphonon relaxation. This process would depopulate the 3F4 level of Tm3+ and 

quenching the MIR emission of Tm3+. 

 

 

 

Fig. 4. Simplified energy level diagram of Tm3+ and Pr3+ co-doped system.  

ET: energy transfer from Tm3+:3F4 level to Pr3+:3F2 level. 

  

  In order to further confirm the energy interaction mechanism, the fluorescence 

decay curves of  Tm3+:3H4 and 3F4 multiplets of Tm:BGO and Tm,Pr:BGO crystals 

were measured at 1452 and 1879 nm, as shown in Fig. 5. and Fig. 6. The measured 

decay curves were fitted with a single exponential function and the fluorescence 

lifetimes τ are listed in Table 1. It is noticed that the fluorescence lifetime of the 3H4 

state (218 µs) is much shorter than that of 3F4 state (5.64 ms) in Tm:BGO crystal due 

to the cross-relaxation process: 3H4 (Tm3+) + 3H6 (Tm3+) → 3F4 (Tm3+) + 3F4 (Tm3+) 

[9]. As we know, the lifetime of terminal level 3F4 is too long compared with that of 
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the emitting level 3H4, which can cause the 1.5 μm laser transition to self-terminate. 

This is the reason why we grew and examined the decay time of 3H4 and 3F4 level of 

Tm3+/Pr3+:BGO crystals.   

The lifetime of Tm3+:3H4 level almost keeps constant in Tm,Pr:BGO crystals with 

the Pr3+ doping concentration from 0.1 to 0.3 at.%. Furthermore, when the Pr3+ doping 

concentration is 0.5 at.%,  the lifetime of Tm3+:3H4 level slightly dropes to 160 μs, 

which is 26.6% shorter compared with that of Tm:BGO crystal (218 μs). The 

comparable lifetime of Tm3+:3H4 level in Tm,Pr:BGO crystals suggests that co-doping 

Pr3+ ions has little influence on the upper laser level 3H4, On the contrary, the lifetime 

of Tm3+:3F4 level in Tm,Pr:BGO crystals decreases with increasing the doping 

concentration of praseodymium. The measured lifetime of Tm3+:3F4 level in 0.5 at.% 

Pr, 2 at.% BGO crystal is 360 μs, which is 93.6% shorter compared than that of 

Tm:BGO (5.64 ms), confirming that Pr3+ ions can be used as efficient deactivation 

ions to depopulate the 3F4 level of Tm3+ for 1.5 μm emission.  

The energy transfer efficiency (η) of Tm3+:3F4 level to Pr3+:3F2 level can be 

evaluated by the following formula [6]: 

                  η=1-τTm/Pr/τTm                                             

(1) 

where τTm/Pr and τTm are the lifetime of Tm3+:3F4 level in Tm:BGO crystals with 

and without Pr3+ co-doping, respectively. With increasing the Pr3+ doping 

concentration from 0.1 at.% to 0.5 at.%, the energy transfer efficiency increased from 

78.0% to 93.6%, which is much higher than that in Tm,Tb:GdScO3 (35.7% [7]) and 

Tm,Tb:GLSO (74.4% [6]), indicating that Pr3+ ions can efficiently quench the lower 

laser level of the Tm3+:3F4. Moreover, the upper laser level (3H4) to lower laser level 

(3F4) fluorescence lifetime ratio in Tm,Pr:BGO crystals are calculated and are also 

listed in Table 1. The value of 0.5 at.% Pr, 2 at.% BGO crystal is 0.44, which is about 

eleven times that of the Tm:BGO crystal (0.04). All the results shows that the 

co-doping of Pr3+ ions can lead to an accelerated depletion of population in the laser 

terminal level 3F4, resulting in lower pump intensities to reach inversion. 
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Fig. 5. The decay curves of 3H4 multiplet of Tm:BGO and Tm,Pr:BGO crystals  

 

 

 

 

Fig. 6. The decay curves of 3F4 multiplet of Tm:BGO and Tm,Pr:BGO crystals  
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Table 1. The fluorescence lifetimes of 3H4 and 3F4 levels in Tm:BGO and Tm,Pr:BGO crystals and  

the energy transfer efficiency from Tm3+ to Pr3+ 

Crystals τ(3H4)  τ(3F4)  η(ET) τ(3H4)/τ(3F4) 

2 at.% Er:BGO 218 µs 5.64 ms - 0.04 

0.1 at.% Pr, 2 at.% Tm:BGO 213 µs 1.24 ms 78.0% 0.17 

0.2 at.% Pr, 2 at.% Tm:BGO 194 µs 0.71 ms 87.4% 0.27 

0.3 at.% Pr, 2 at.% Tm:BGO 219 µs 0.79 ms 86.0% 0.28 

0.5 at.% Pr, 2 at.% Tm:BGO 160 µs 0.36 ms 93.6% 0.44 

 

4. Conclusion 

Tm3+/Pr3+ co-doped BGO crystals with various Pr3+ doping concentration were 

successfully grown by the micro-pulling-down method. The BGO accepts Pr3+, Tm3+ 

dopants which they do not make modifications of the stability and the local lattice 

structure. The efficiency of co-doping Pr3+ to deactivate the the laser terminal level 
3F4 of the 3H4 → 3F4 transition of Tm3+ in BGO crystal around 1.5 μm and thus to 

avoid the bottlenecking effect was demonstrated. It was also demonstrated that the 

Pr3+ doping has little effect on the upper laser level 3H4 of the 3H4 → 3F4 transition of 

Tm3+, which is beneficial to accelerated depletion of population in the laser terminal 

level 3F4. Moreover, the energy transfer efficiency from Tm3+:3F4 level to Pr3+:3F2 

level in 0.5 at.% Pr, 2 at.% Tm:BGO crystal was calculated to be 93.6% and the upper 

laser level (3H4) to lower laser level (3F4) fluorescence lifetime ratio (0.44) is about 

eleven times that of the Tm:BGO crystal (0.04). All of these results indicate that 

Tm,Pr:BGO crystal could be a promising laser material for 1.5 μm laser applications 

under the pump of a commercial 793 nm LD. 
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