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Geoinspired syntheses of materials
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The search for new materials is intimately linked to the development of synthesis methods. In the current

urge for the sustainable synthesis of materials, taking inspiration from Nature’s ways to process matter

appears as a virtuous approach. In this review, we address the concept of geoinspiration for the design of

new materials and the exploration of new synthesis pathways. In geoinspiration, materials scientists take

inspiration from the key features of various geological systems and processes occurring in nature, to trigger

the formation of artificial materials and nanomaterials. We discuss several case studies of materials and

nanomaterials to highlight the basic geoinspiration concepts underlying some synthesis methods: syntheses

in water and supercritical water, thermal shock syntheses, molten salt synthesis and high pressure synthesis.

We show that the materials emerging from geoinspiration exhibit properties differing from materials obtained

by other pathways, thus demonstrating that the field opens up avenues to new families of materials and

nanomaterials. This review focuses on synthesis methodologies, by drawing connections between

geosciences and materials chemistry, nanosciences, green chemistry, and environmental sciences.

a Sorbonne Université, CNRS, Laboratoire Chimie de la Matière Condensée de Paris (CMCP), 4 place Jussieu, 75005 Paris, France.

E-mail: david.portehault@sorbonne-universite.fr
b Univ. Bordeaux, CNRS, Bordeaux INP, ICMCB, UMR 5026, F-33600 Pessac, France
c IFP Energies nouvelles (IFPEN), Rond point de l’échangeur de Solaize – BP 3, 69360 Solaize, France
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vapor-state such as vapor deposition processes, and in the
liquid-state as in colloidal syntheses. This plethora of synthesis
approaches however includes many procedures with a signifi-
cant environmental impact. This has driven the emergence
of low temperature solvent-free processes, such as mechano-
chemical synthesis, and the search for liquid media free of
organic moieties.

Looking for alternative synthesis media and for novel
ways to trigger chemical reactions also offers original reaction
pathways, prone to deliver new solids and materials. In this
sense, bioinspiration has proved to be a fruitful innovation
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1. Introduction

Mankind is facing ecological crisis and needs to bring medicine, 
building engineering, information and communication tech-
nologies, among others, to the next level. The actual range of 
known materials has not proved to be sufficient to meet the 
demands emerging from these fields, thus calling for further 
exploration of new materials with specific properties. The range 
of solids that we can achieve is intimately linked to their 
synthesis processes. These methods encompass processes in 
the solid-state as in conventional solid-state chemistry, in the



underlying some synthesis methods, the ways to control
reaction pathways and the original properties that emerge from
these routes. The materials discussed herein exhibit properties
differing from not only naturally occurring materials but also
from materials obtained by other pathways, thus showing that
the field opens up avenues to new families of materials and
nanomaterials. This review focuses on synthesis methodologies,
by drawing connections between geoinspiration and materials
chemistry, nanosciences, green chemistry, and environmental
sciences. We then hope to raise awareness of geoinspiration to
chemists and thus provide impetus to materials syntheses.

We specifically highlight some of the most important
relationships between geological phenomena and chemical
syntheses of materials (Fig. 1). The involved physicochemical
conditions pertain to liquid mediated chemical reactions with
aqueous and supercritical hydrothermal media, but also with
thermal shocks and molten salt media. The last part of this
review is more dedicated to solid-phase transformations, espe-
cially those occurring under high pressures and temperatures.
Section 2 sets the stage by describing some main aspects of
geological conditions. Each section from 3 to 7 is written with a
focus on one synthesis method (Fig. 1) and with the aim of
raising connections between different methods through their
relations with geoscience. For the readers more interested in a
given method, each of these sections can also be read inde-
pendently from the others and then can be considered as a
focused review on a specific synthesis approach.

2. Geology basics

Before discussing geoinspired synthesis methods, it is infor-
mative to draw the outline of geological events. The Earth’s
interior and surface are actually a dynamic material synthesis
laboratory. They encompass various scales of time and space,
gather an extreme variety of chemical environments, and are
driven and stimulated by essentially all physical forces. These
conditions have promoted a library of inorganic–organic
chemical reactions that eventually led to the appearance of life.
Across its 4.5 billion-year history, the Earth has generated very
stable environments at the timescale of humanity and beyond.
In geoinspiration, we draw from natural conditions some guide-

Fig. 1 Scheme of the geoinspired conditions discussed in this review for
materials synthesis.
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field both in the discovery of new materials and their synthesis 
routes.1 Hence, bioinspired materials show what a great source 
of inspiration Nature is.

Other natural events not involving biology can inspire the 
search for materials. In particular, the genesis of rocks can rely 
only on physicochemical processes. Just like bioinspiration 
differs from biomimetics in the sense that it does not search for 
precise replication of biological systems, we define geoinspiration 
as the development of materials and synthesis pathways by 
taking inspiration from the key features of geological systems. 
Geoinspiration differs from geomimetics, which aims at repli-
cating whole sets of geological conditions.

Geoinspiration complements bioinspiration by largely 
extending the set of synthesis conditions and then by providing 
the frame to discover new materials. While the adjectives geo-
mimetic and geoinspired appear seldomly in recent reports2–4 in 
an interchangeable way, the relationship between some current 
synthesis methods and geological conditions is most of the 
time unnoticed. In fact a number of existing methods could 
actually be coined as geoinspired syntheses. For instance, 
molten salts emerge as liquid media for the synthesis of 
inorganic nanomaterials,5,6 but their natural occurrence and 
importance in the growth of gems7,8 are most of the time not 
suspected. This connection between state-of-the-art methods 
for materials, especially nanomaterials, and the processes 
occurring at geological timescales can inspire further develop-
ment of synthesis protocols. Moreover, taking inspiration from 
geology can also be a fruitful approach to search for synthesis 
methods with low environmental cost.

In this review, we will show how geoinspiration triggers the 
synthesis of artificial materials, and especially nanomaterials, 
with new functions. To do so, we will use case-studies of 
(nano)materials to discuss the basic geoinspired concepts



‘‘sialic crust’’ (for silicon and aluminium), together with a good
proportion of alkalis (Na and K) and less refractory metals such
as Fe and Ti in minor abundance. The major minerals of the
sialic crust are feldspar, quartz, and various Fe-rich or Fe-poor
micas (biotite and muscovite), which has given rise to another
nickname for the continental crust, the ‘‘felsic crust’’, as the
typical mineral association of granites. The oceanic crust formed
as the result of cooling and re-crystallizing mantle melts that
contain magnesium and iron in high proportion (the ‘‘mafic’’
crust, for magnesium and iron) incorporated in mostly silicate
minerals, such as olivine and pyroxenes, the major minerals of
basalts.

The Earth’s mantle, which is the largest envelope of the
Earth both in mass and volume, is composed of the so-called
‘‘ultra-mafic’’ rocks, of which the most common rock-type in
the upper mantle is peridotite, composed of mainly olivines
and pyroxenes closest to their Mg-rich end-members as com-
pared to the ones of the oceanic crust. The mantle lithologies
undergo several phase transitions with increasing pressures
and temperatures, which had been first observed by geophysical
methods (e.g. seismic tomography) and then reproduced and
understood in the laboratory experiments under elevated pressure
and temperature conditions. At 410 km depth (15 GPa), the
mantle transition zone starts with the first phase transition of
olivine to wadsleite followed by ringwoodite at 550 km/19 GPa.
The lower mantle starts below 670 km depth (24 GPa) where a
major phase boundary opens the stability field of the most
common mineral of the Earth: bridgmanite (Mg,Fe)SiO3. The
lower mantle is often referred to as pyrolytic in composition
with minor contribution of ferropericlase and calcium perovskite.
Geophysical observations indicate that the lower mantle is rather
homogeneous, despite regions of recycling of oceanic plates
where basaltic lithologies undergo subduction. At the lowermost
part, the mantle interacts with the core with a steep temperature
gradient where major lower mantle heterogeneities can be found.

The core is the sole envelope of the Earth that is dominantly
chemically reduced. It is composed of Fe–Ni alloys in the inner
core, and of their molten equivalents in the outer core. The
Earth’s outer core and inner core exhibit a density deficit relative
to pure iron, attributed to the presence of substantial amounts of
light elements, of which most potential candidates are silicon,

Fig. 2 Internal structure of the Earth. Inspired by ref. 9. The right panel has been created from the original Earth globe file from North.star (CC-BY 3.0).10

lines that help in identifying suitable conditions for materials 
synthesis. A system consisting of physicochemical conditions 
naturally occurring in the geosphere is not basically replicated 
at the laboratory scale, but it is broken down into its essential 
components from which only the parts required to synthesize 
the materials of interest are retained. Herein we underline how 
scientists can use these – sometimes unsuspected – relationships 
between geological and laboratory conditions to develop new 
materials and nanomaterials, in particular.

The Earth is composed of four main reservoirs, or envelopes, 
organized concentrically from the center to the periphery: 
the core, the mantle, the crust and the atmosphere (Fig. 2). 
This structure stabilized across the Hadean–Archean Eons 
some 4 billion years ago through a global scale transformation 
resulting from chemical and physical differentiation of the 
Earth’s primordial matter. These planetary formation processes 
have involved mechanisms that are known and employed 
historically in the chemical sciences and industries for synthe-
sizing materials, such as melting, vaporisation, precipitation, 
dissolution, and phase segregation. These elementary steps have 
been stimulated by a strong wholescale convection which has, at 
different scales of time and space, segregated, stabilized and 
destabilized very distinct and remarkable chemical environments 
representative of the four main envelopes of the Earth. In order 
for the reader to grasp the prevailing processes at the origin of 
and affecting these reservoirs, a short description of the most 
representative of them is provided in the next paragraphs.

The three solid envelopes  of the Earth are chemically distinct  
and formed of different dominant mineral phases, assembled 
in typical rock types, so-called lithologies.

The crust, on which we are standing, forms essentially all 
continents (continental crust) and the ocean floor (oceanic 
crust). The crust concentrates chemical elements considered 
as ‘‘lithophiles’’, which are a large group of elements that were 
expelled from the mantle as a result of repeated and super-
imposed partial melting of the mantle rocks and extraction of 
the lower melting-point elements contained in the melt, in the 
course of magmatic events. The continental crust, which has 
formed over a billion years as a result of cumulative succession 
of tectonic accretion events at subduction or collision zones, is 
composed dominantly of silicon and aluminium oxides, the

https://doi.org/10.1039/d0cs01283a


2Fe3O4 + 0.5O2 = 3Fe2O3 (Hematite-magnetite) (1)

3Fe2SiO4 + O2 = 2Fe3O4 + 3SiO2 (Quartz-fayalite-magnetite)
(2)

The fluids associated with the rocks in their porous volume 
make an essential contribution to the chemistry of natural 
systems as essential reactants, mass transport media for sol-
vated ionic species, organic molecules and complexes. They 
are also heat carriers as well as pressure buffers. These fluids 
are dominantly aqueous in most of the liquid water stability 
regions on Earth where it is ubiquitous. Other major fluid 
components may be dominant in more local environments, 
such as hydrocarbons in gas and/or liquid states in sedimentary 
basins, gaseous or supercritical CO2 in magmatic systems and 
deep crustal or mantle rocks. These three major fluid compo-
nents tend to interact together in complex multiple phases 
and immiscible systems. They also interact strongly with their 
hosting rocks through mineral alteration processes governed by 
pH, redox and temperature (pressure) destabilization, which are 
discussed latter in Section 3 for materials synthesis. In aqueous 
media, pH buffering, as for redox buffering, is mainly driven 
by the rock forming minerals together with the composition of 
the surrounding fluid (single phase liquid or two-phase gas-
liquid system). pH buffering is operated by most favorable 
hydration/dehydration reactions of the main oxide phases in 
the rock, such as for a large portion of the sialic crust:

Fig. 3 (A) f (O2) versus temperature plot of the representative mineral
redox buffers suitable for describing various terrestrial environments.
Adapted with permission of De Gruyter from ref. 13. (B) Valence of different
chemical elements as a function of the redox potential plotted in f (O2)
relative to the iron-wustite buffer. The blue area corresponds to Earth
conditions. Adapted with permission of the Mineralogical Society of
America from ref. 14 and 15. (C) Example of the pH buffering ranges in
the continental crust as a function of the fluid’s chloride content for
assemblages K-feldspar-muscovite-quartz and kaolinite-muscovite-
quartz as a function of fluid chlorinity (log[Cl]) at 275 and 225 1C and at
pressures on the boiling curve of water. Inspired by ref. 16.

sulfur, oxygen, carbon and/or hydrogen. Current knowledge on 
the Earth’s core11 and on the core formation, mantle differentia-
tion and properties of their constituents12 has been reviewed 
recently.

It is worth noting that minerals are composed of an extremely 
large variety of chemical elements from major (0.1 4 wt%), minor 
to trace (0.01 o wt% o 0.1) and ultra-trace (o 0.01 wt%) 
contents. Hence, the concept of ‘‘elemental purity’’ that is usually 
pursued in laboratory materials synthesis is hardly achieved in the 
natural formation of minerals. Although they may not constrain 
thermodynamic phase diagrams, these chemical impurities may 
play important roles, such as chemical buffers or catalysts.

Chemical buffering of the redox conditions in the various 
chemical environments described above is strong and mainly 
relies on the abundance and phase stability of elements cap-
able of multiple oxidation states such as Fe, S and Mn. These 
elements modulate the fugacity of O2 which is a conventional 
expression of the redox potential of terrestrial environments. 
Alternatively, the fugacity of H2 may be employed under more 
reducing conditions. Redox buffer minerals have been defined 
as a representative or analog to the existing redox conditions in 
different terrestrial environments. The O2 fugacity f (O2) of
these buffers can be expressed as a function of temperature 
(Fig. 3A), and then phase diagrams can be drawn. The quartz-
hematite and the quartz-fayalite-magnetite buffers define the 
most common f (O2) ranges existing in the crust and uppermost 
mantle. These buffers are a reference for displaying the redox 
state of multiple valence elements (Fig. 3B):

https://doi.org/10.1039/d0cs01283a


Besides the large-scale gradients of pressure and tempera-
ture on Earth, more localized conditions may induce strong
temperature and/or pressure anomalies in geological media
(Fig. 4A and B). This results in metamorphic rocks, which are
formed from pre-existing rocks that undergo structural changes
in response to not only the modifications of temperature,
pressure, and differential stress, but also the contact with hydro-
thermal fluids. Four of these more localized environments are
(i) magmatic systems, (ii) hydrothermal systems, (iii) seismic
events, and (iv) meteorite impacts. Magmatic systems exist
whenever a melt is expelled outside of its pyrolith into a host
rock. The magma injection induces a sudden heat input
together with a potential drastic chemical imbalance for the
host rock, which subsequently undergoes alteration in a closed
or open system, leading to the so-called contact metamorphism
(Fig. 4B).18 Such steep heating and cooling profiles are directly
involved in recent materials synthesis approaches, highlighted
in Section 5 (Fig. 1). Hydrothermal metamorphism occurs in
hydrothermal systems, which for geologists are created when
‘‘water is hot’’. This implicitly points to systems where the
temperature of the fluids is higher than that of the host rock
(geotherm temperature). These conditions are generally asso-
ciated with the periphery of a magmatic system or with peculiar
deep convection of surface fluids. Hydrothermal systems are
usually open. Extensive dissolution and reprecipitation occur
in hydrothermal fluids, promoted by temperature, which can
destabilize minerals and the host rocks by bringing them into
other areas of the phase diagrams. Again, these processes are
among the foundations of aqueous hydrothermal (Section 3)
and supercritical (Section 4) materials synthesis (Fig. 1). Hydro-
thermal systems, according to the chemist’s definition, relate to
conditions where the temperature of a chemical system con-
taining water is higher than the boiling point at ambient
pressure.19 While the geosciences and chemistry definitions
diverge, both relate to the physical and chemical roles of water
at high temperature in achieving specific reaction conditions.
Seismic events and meteorite impacts are extremely fast pheno-
mena involving an instantaneous release of tremendous pres-
sure on geological media. Such a dramatic transient increase
in pressure can be related to mechanochemistry, as suggested
by Bolm et al.20 who investigated mechanochemistry as a way
to initiate prebiotic transformations for the generation of bio-
genic molecules, especially a-amino acids through a-aminonitriles.
This relationship between mechanochemistry and especially
meteorite impacts was further drawn by Huskić and Friščić who
synthesized metal organic frameworks (MOFs) by using
mechanochemistry.21 These authors highlighted the existence
of naturally occurring MOFs and questioned their formation
mechanisms. Molten salts also belong to localized environ-
ments found on Earth, where evaporites form at the base of
high salinity basins (continental or marine) and become mol-
ten reaction media, where some gems can crystallize.7,8 These
media are discussed from the perspective of materials synthesis
in Section 6, whereas in Section 7, we will draw on the role of a
large range of pressures relevant in geoscience for the advance-
ment of materials science (Fig. 1).

Fig. 4 (A) Pressure–temperature–depth (altitude) relationships on Earth. 
The different ranges corresponding to the four envelopes of the Earth, 
with complementary oceanic and transient domains. The phase diagram of 
water is superimposed. (B) The different domains of metamorphism in a 
temperature–pressure/depth space.

3KAlSi3O8 + 2H+ = KAl3Si3O10(OH)2 + 6SiO2 + 2K+

Hence, the K+/H+ composition of the coexisting fluid can be 
driven by charge compensating anions in the fluid (typically 
chlorides or bicarbonates) and by the local temperature (Fig. 3C). 
Again, this process is employed in aqueous materials synthesis 
discussed in Section 3.

The ranges of pressures and temperatures in the Earth’s 
systems are represented with the lithostatic and geothermal 
gradients, which express the weight of the column of a rock as a 
function of depth, and the temperature gradient in a given 
geological context. Fig. 4A displays the generally accepted 
lithostatic and geothermal gradients across the different reser-
voirs mentioned above.17 Two additional domains are indi-
cated. The first one is the ocean domain, and the second one is 
the ‘‘transient’’ domain representing mantle intrusions in the 
crust and subaerial magmatic structures (volcanoes). One finds 
the expected correlation between pressure and temperature 
where the concept of ‘‘the deeper the hotter’’ generally stands 
for most of the Earth’s domains, except for the oceans and the 
transient domain. The phase diagram of water is superimposed 
on this pressure–temperature diagram. Water, which is stable 
in its liquid state from atmospheric down to crustal conditions, 
is supercritical at deeper levels, as observed in some of the 
deepest hydrothermal vents detected (Fig. 4A).

https://doi.org/10.1039/d0cs01283a


Manganese in minerals is present in different oxidation
states and usually accompanied by other cations (i.e. Na+, K+,
Rb2+, Mg2+, Ca2+, etc.) and water molecules, giving rise to
various crystallographic structures. In most cases, MnO2 poly-
morphs are built from [MnO6] octahedral units, which share
corners or edges. They can be divided into three categories, all
of them naturally occurring: 1D tunnel, 2D layer and 3D mesh
(not shown) structures. Representative 1D and 2D structures
are shown in Fig. 5. a-MnO2, b-MnO2, and g-MnO2 possess
(1 � 1) � (2 � 2), (1� 1) and (1 � 1) � (1 � 2) [MnO6] tunnel
structures, respectively. e-MnO2 is an intergrowth of b- and
g-MnO2. d-MnO2 belongs to 2D layered structures, while
l-MnO2, with a spinel structure, is a 3D (1 � 1) mesh
structure.32,33 The a and d polymorphs actually contain foreign
species: water molecules and usually alkali or alkaline earth
cations. The 2 � 2 large tunnels (4.6 Å) of the a polymorph can
accommodate e.g. K+, Ca2+, Na+, Mg2+, Ba2+ or Pb2+, while the
smaller (1 � 1) tunnel can only host small cations such as Li+

and H+. The d-MnO2 layered structure can accommodate a vast
number of metal cations and water molecules in its interlayer
space, varying from 7 to 10 Å.31,34

Manganese oxides are studied not only as part of soils and
sediments, but also because of their properties for hetero-
geneous catalysis in environmental remediation,31,33,35 as
supercapacitors,36,37 and battery electrodes.38 Control of poly-
morphism is important to adjust these properties. For instance,
a-MnO2 is active for the selective catalytic reduction of NO
and N2O,39 while b-MnO2 is active for methylene blue40 and
H2O2 decomposition41. Zhu et al.42 measured the catalytic
activity of MnO2 nanorods for CO oxidation in the order a E
d 4 g 4 b-MnO2. The particle morphology also impacts
the catalytic properties of manganese oxides, by modifying

Fig. 5 Crystallographic structures of a-, b-, g- and d-MnO2, showing the
structural cavities built from MnO6 octahedra.

3. Thermal and hydrothermal
conditions: soft chemistry
3.1. Interplay between aqueous geological processes and 
materials synthesis by soft chemistry

Water is an essential ingredient in the dynamic nature of 
terrestrial environments, both as a ubiquitous reactant and as 
a powerful solvent and mass transport medium. The link 
between materials synthesis in water and geological processes 
is direct, as well as the basis of aqueous chemistry for materials 
and nanomaterials synthesis. Hence, interested readers are 
encouraged to refer to prominent reports on this topic.22 

In particular, the crystallization processes of a number of 
transition metal oxides and sulfides, clays, zeolites, as well as 
metal organic frameworks have already been discussed by 
drawing parallels with the natural processes.21 For chemists, 
hydrothermal synthesis is the formation of a solid in the 
presence of an aqueous medium above 100 1C and 1 atm. 
By extension, it also often covers the lower temperature range 
below 100 1C.23–26 The term ‘‘hydrothermal’’ was first used in 
the XIX century by the British geologist Sir Roderick Murchison 
to describe the mimicking of natural and geothermal reactions 
of water at elevated temperatures and pressures, which enabled 
the formation of numerous minerals and rocks.23 In 1845, the 
hydrothermal method was employed by E. T. Schafthual to 
produce fine particles of quartz.27 Afterwards, the manufactur-
ing process was largely exploited for producing numerous clays, 
silicates, oxides and hydroxide minerals. By 1900, more than 
150 mineral species were synthesized including zeolites, large 
single quartz crystals, and diamond.28,29 The power of the 
hydrothermal process as a tool to synthesize a broad range of 
naturally occurring minerals as man-made crystals has been 
highlighted in an exhaustive review by Morey and Niggli in as 
early as 1913.29 The influence of several parameters, such as the 
pH, temperature, type and compositions of starting materials 
is now well rationalized.22,30 Low temperature aqueous and 
hydrothermal syntheses are now well recognized for the design 
of a wide range of materials.

Herein, we want to stress briefly the recognized role of these 
experimental conditions in the structural, morphological and 
textural features of materials synthesized in liquid water. 
We take this knowledge as a foundation to highlight new trends 
that are currently explored for predicting reaction mechanisms. 
To highlight these approaches, we take the case study of 
manganese oxides, which provide an interesting framework to 
interrogate the possibility of predicting the conditions of the 
synthesis of metastable materials and nanomaterials.

Over 30 manganese-based crystalline and amorphous sub-
stances have been found on the Earth’s surface. In contrast to 
iron, which is usually found as silicates in sediments, manganese 
is mainly fixed as manganese oxides. Manganese deposits are 
especially found in ocean crust nodules and form through two 
main pathways: abiotic oxidation at the ocean floor and biogenic 
processes induced by fungi and bacteria. Both processes are 
sensitive to pH, temperature and dissolved manganese concen-
tration, thus impacting oxide nucleation and growth.31
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(i) Mn(II) precursor oxidation by e.g. K2S2O8,46 O2,34 O3
47 or H2O2,

(ii) Mn(VII) precursor (KMnO4) reduction by water38 or sulfates,48

and (iii) Mn comproportionation by reacting a Mn(II) and a Mn(VII)
source.37,49–51 In these experimental approaches, structural con-
trol is rationalized versus thermodynamic (high temperature and
long reaction time) or kinetic control (low temperature and short
reaction time).52

Potential–pH diagrams are invaluable tools to explain the
outcome of aqueous syntheses under thermodynamic control.

However, a variety of parameters can impact aqueous precipita-
tion: precursor nature and composition, surfactant concen-
tration, pH, presence of additional ions (K+, NH4

+, H+, and
F�), reaction time and temperature.33 In particular, intercalated
alkali ions modify the relative stabilities of the polymorphs, as
shown by phase diagrams calculated by Chen et al. at 160 1C for
K+ (Fig. 6A).53,54 In particular, the equilibrium phase evolves
from b-MnO2 to a-MnO2 upon an increase of the potassium
concentration. Another important parameter not considered in
traditional Pourbaix diagrams is the size dependency of the
stability of solids. Indeed, creating surface has an energetic
cost. Hence, the lower the surface energy, the lower the desta-
bilization due to a decrease in the particle size. For sufficiently
small particle sizes, a thermodynamic crossover can be observed
in polymorph stability, usually around 10–20 nm, where the
bulk metastable phase becomes the nanoscale thermodynamic
product. This has been well described for TiO2, Fe2O3, and
Ti2O3 polymorphs for instance.55–58 The computed size-dependent
phase diagram as a function of the potassium chemical potential
(Fig. 6B) reveals a complex entanglement of the composition-
dependent stability and several thermodynamic crossovers as a
function of the particle size.

Therefore, while the usual potential–pH Pourbaix diagrams
are useful for a rough estimation of the expected outcome of
aqueous syntheses, one must develop extended Pourbaix diagrams
to account for the composition of the liquid medium (e.g. presence
of additives), for the size-dependency of the stability of solids,
and for the metastable phases. Recently, Chen et al.45 took a step
forward in the construction of such diagrams in the case of

Fig. 6 Extended speciation diagrams and Pourbaix diagrams of manganese oxides: (A) K+ chemical potential–pH diagram for bulk manganese oxides
and (B) chemical potential–particle size influenced oxides. Pourbaix diagram using the Pourbaix grand potential and showing (C) the stable phases at
[Mn] = 10�2 M and 25 1C, (D) the Pourbaix free energy surfaces of metastable b-MnOOH, g-MnOOH, and R-MnO2, and the full aqueous stability region of
Mn3O4. Pourbaix grand potential–particle size projection of the size-dependent Pourbaix diagrams at (E) [K+] = 10�6 M and (F) [K+] = 0.2 M. In (E) and (F),
the crystallization pathway from left to right occurs through the path of minimized Pourbaix grand potential (red dashed lines, see Fig. 7). A, B, E, and F are
adapted with permission of Springer Nature from ref. 45. C and D are adapted with permission of Springer Nature from ref. 59.

the nature and amount of adsorption sites.43 For instance, the 
particle morphology modifies the low temperature reducibility 
as well as the catalytic performance for toluene removal, 
with the following trend: nanorods 4 nanotubes 4 nano-
wires.44 Therefore, it is necessary to develop methods for phase 
and morphology selective synthesis. We focus herein on struc-
tural control, for which significant advances in predictions 
have been made during the last few years.

Overall, hydrothermal synthesis is challenging in systems 
with rich polymorphism. This complexity originates from the 
non-equilibrium nature of low temperature crystallization for 
which different metastable phases are in competition, thus 
leading to complex crystallization pathways.45

3.2. Predicting structural evolutions through extended 
Pourbaix diagrams: the role of redox, acid–base conditions and 
particle size

Among synthesis processes adapted to reach structural control 
in manganese oxides, aqueous chemistry provides a very rich 
synthesis platform, according to three possible redox approaches:
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agent effect due to its intercalation into tunnel frameworks,
changing the equilibrium phase from the b-MnO2 phase to
a-MnO2, and then d-MnO2 upon an increase of the potassium
concentration. A similar effect has been reported under hydro-
thermal conditions at 180 1C,62 where the high temperature
triggers a dissolution–recrystallization mechanism of poorly
stable amorphous MnO2 into a-MnO2 or b-MnO2, at high
K+ or high H+ concentrations, respectively. These theoretical
considerations have been experimentally confirmed by in situ
wide-angle X-ray scattering45 and previously observed ex situ.52

Besides describing crystallization pathways, they provide a
frame to rationalize changes in induction time and nucleation
kinetics depending on acid–base conditions,63 and on the
relative stabilities of different polymorphs.64

3.3. Predicting structural evolutions through extended
Pourbaix diagrams: ion exchange and mineral displacement

Foreign cations can be used for phase selective synthesis not
only by changing the crystallization sequence as described
above. Indeed, ion exchange is another important mechanism
in geological processes, which again finds applications in
materials synthesis. This is well demonstrated by the simple
case of manganese oxides, which shows how ionic strength, an
important parameter in natural crystallogenesis, can be used to
control phase selectivity. For instance, ion exchange in layered
d-MnO2 combined with hydrothermal treatment can yield a
wider variety of crystal structures (Fig. 8A).34,65,66 Interlayer
sodium cations in d-NaxMnO2 are first exchanged by different
cations. Then, hydrothermal conditions drive the conversion to
other framework structures. Here, ion exchange is combined
with structural transformations that find a direct parallel with
mineral replacement reactions found in geology.67–69 Further
treatment of Mg-todorokite under acidic conditions enables
exchanging Mg2+ cations with Li, Na, K and Cs insertion,
thus leading to Li-todorokite, Na-todorokite, K-todorokite and
Cs-todorokite. Another example has been provided by Andris
et al.,70 who showed that hydrothermal treatment of d-MnO2

intercalated with sodium cations can lead to (2 � 3) and (2 � 4)
tunnel MnO2 structures depending on the Na+ concentration
in the hydrothermal medium (Fig. 8B). Extended Pourbaix
diagrams (Fig. 6A and B for K+) can nicely account for the rationale
of these phase transformations driven by ion exchange.

A similar approach has been used recently to design new
iron and titanium doped a-MnO2 nanowires. d-MnO2 exhibits
high tolerance to transition metal cationic doping, contrary to
a-MnO2 with its rigid 1D tunnel structure. Therefore, by doping
the initial layered phase by direct synthesis and then triggering
its transformation with hydrothermal treatment, we could
obtain framework Fe, Ti-doped a-MnO2

71 (Fig. 8C). Fe-doped
a-MnO2 exhibits high catalytic activity for CO oxidation.72 In a
similar approach, d-MnO2 could be ion exchanged directly
with Cr, Fe and Co cations intercalated in the interlayer space,
followed by transformation into d-MnO2.46,73 The resulting
a-MnO2 nanowires showed higher performance in the catalysis
of toluene degradation compared to a-MnO2 obtained by direct
hydrothermal synthesis.74 Therefore, ion exchange and mineral

Fig. 7 Relationship between metastability and the crystallization 
sequence: (A) free-energy of three phases as a function of the surface-
area-to-volume-ratio, 1/R where R is the radius. Gray, green and blue lines 
correspond to the free-energy of a supersaturated solution, a bulk meta-
stable (M) and a bulk equilibrium phase (S), respectively. (B) The multi-stage 
crystallization pathway. Adapted with permission of Springer Nature from 
ref. 45.

manganese oxides. The authors used tabulated thermochemical 
data concerning the known bulk phases and used density func-
tional theory calculations to evaluate the energetics of bulk 
phases missing in the databases as well as surface energies 
(Fig. 6B–D).45,59 In order to account for metastable phases and 
size-dependency, the authors proposed to add a free energy axis to 
Pourbaix diagrams in the form of a grand potential named the 
Pourbaix grand potential (Fig. 6C and D).45,59 This representation 
enables stable as well as metastable phases to be highlighted.

Free energy Pourbaix diagrams can also be used to gain 
insights into the reaction mechanisms of aqueous syntheses. 
The Ostwald–Lussac rule of stages60,61 generally applies to 
manganese oxides crystallizing in water, which means that 
the reaction medium evolves through a series of consecutive 
crystallization events by increasing order of stability, from the 
‘‘most unstable’’ metastable solid state (M in Fig. 7) to the 
thermodynamic product (S in Fig. 7).45 This evolution accounts 
for the smaller surface energy of low stability metastable phases 
than that of more stable ones. The energetic cost for the 
formation of the solid from the supersaturated solution is then 
lower for metastable phases, hence driving nucleation of the 
low stability solids first. Free energy Pourbaix diagrams provide 
a direct visualization of crystallization pathways according 
to the Ostwald rule (Fig. 6E and F), by following the path of 
the minimized Pourbaix grand potential upon particle size 
increase. For instance, at low [K+], d-MnO2 nucleates first 
during the reaction, followed by an intergrowth of metastable 
g-MnO2 and b-MnO2. Then, b domains grow at the expense
of the g phase, until the formation of the thermodynamic
product b-MnO2 as a single phase (Fig. 6C). In contrast, at high
potassium concentration (Fig. 6F), K+ has a structure-directing
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replacement reactions provide interesting pathways to design 
new solids and nanoscaled solid-state phases.

3.4. Predicting structural evolutions through extended 
Pourbaix and phase stability diagrams: from geosciences to 
functional materials

The case of manganese oxides strengthens the importance of 
considering an extensive set of features for the solid and its 
surrounding environment to rationalize and predict phase 
selective synthesis. Free energy Pourbaix diagrams also expli-
citly describe how redox properties depend on the particle size. 
This had been experimentally assessed previously by Navrotsky 
et al.76 for a range of transition metal oxides. The authors 
pointed for instance at the shrinkage of stability domains for 
divalent transition metal species at diameters below 10 nm. 
The authors raised the important role that the size dependent 
redox properties of nanoparticles may have played in abiotic 
organic synthesis and may still play in biological processes. 
Extended Pourbaix diagrams are also of high interest for the 
development of materials. In particular, they may drive the 
search for corrosion-resistant nanomaterials of high relevance 
for electrocatalysis.77

Further developments are required to address more complex
solids with this approach. In particular, Pourbaix diagrams are
emerging for multicationic oxides of relevance for electro-
catalysis in fuel cells.78 Rondinelli, Poeppelmeier et al.79 also
recently reported a related approach by combining computed
Pourbaix diagrams and constant potential phase stability dia-
grams showing the dependence of phase stability versus the
concentration of elements and the pH. Combining these two
sets of data, they predicted the conditions of the synthesis of
multianionic compounds by taking the case study of BiMOQ
(M = Cu, Ag; Q = S, Se). The authors focused on identifying the
conditions to ensure that the target phases are the thermo-
dynamic products. They also considered metastable species
and assessed the driving force for the formation of each phase.
By doing so, reaction yields could be predicted and super-
imposed to the stability diagrams. The areas of highest yield
were those with the highest probability of successful synthesis,
as further confirmed by experimental synthesis.

In this section, we have revealed some mechanistic relation-
ships between aqueous synthesis of (nano)materials and geo-
logical processes, namely dissolution–recrystallization, ion
exchange and mineral replacement. We have focused on one

Fig. 8 (A) Ion exchange-driven transformations from Na-birnessite to tunnel and layered manganese oxides under hydrothermal conditions. Figure
adapted from ref. 34 with permission of the Royal Society of Chemistry. (B) Use of cationic exchange in aqueous precipitation for the preparation of
(2 � 3) and (2 � 4) MnO2 and the corresponding scanning transmission electron microscopy (STEM)-high angle annular dark field (HAADF) images
showing the columns of MnO6 octahedra. Figure adapted with permission of Elsevier from ref. 70. (C) Fe-doped a-MnO2 obtained by doping layered
d-MnO2 with Fe and Ti followed by hydrothermal conversion into the (2 � 2) tunnel framework of a-MnO2. Figure adapted from ref. 72 and 75 with
permission of the Royal Society of Chemistry and SciTech, respectively.
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obviously deeply impacts the precipitation and crystallization
of inorganic materials.

Among the solvents listed in Fig. 9, water stands out for its
specific properties. Most often, the increase of temperature at
constant pressure induces a decrease of the density (Fig. 10B).
For water, the direct consequence is a decrease of the dielectric
constant (Fig. 10C), which enables tuning the solvation properties,
as supercritical water behaves like hexane, an apolar solvent.
In other words, oil is soluble in supercritical water but not
salts.85,86 Another interesting behaviour concerns the evolution
of the ionic product of water (Fig. 10B), which is about three
orders of magnitude higher at 250 1C than at room temperature
under 250 bars. Therefore, sole water can replace acid or basic
solutions under hydrothermal conditions, as in the surface treat-
ment of ceramic fibers.87 Around the critical temperature of water,
the ionic product is falling and radical mechanisms are then
favoured in supercritical hydrothermal reaction media.88

These properties have been exploited in many fields of
applications, especially in SHFS. SHFS was first reported by
Adschiri et al. in the beginning of the 1990s89 and has been
mainly applied to oxides.90 Other solvents (Fig. 9) can be used
to synthesize other families of materials.82,91 The basic principle
of SHFS is shown in Fig. 10D. Supercritical water is combined
with a precursor solution (generally metal salts) at the mixing
point, which is a key part of the process.92 Then, the medium is
carried to the supercritical reactor where hydrolysis, dehydra-
tion and inorganic polymerisation occur to produce the oxides.
The reaction is very fast, a few tens of seconds. A variety of
alternative processes exists, for instance, the use of a single
line93,94 or one-pot multistep processes for the design of multi-
component materials.95 The main operating parameters are the
pressure, the temperature, the residence time and the nature
and concentration of metal precursors. The scientific

Fig. 9 Example of critical coordinates for common solvents (extracted
from ref. 82): critical temperature (Tc) and critical pressure (pc). The critical
densities (rc, kg m�3) are written next to the liquid names. The relative
surfaces of the bullets correspond to these values.

major evolution of protocols in water towards predictive syn-
thesis. These breakthroughs have been made possible thanks 
to the input of modern calculation approaches and the con-
sideration of size effects on the energetics of solid formation. 
With these advances, the ability to control polymorphism, to 
predict the existence of unknown phases and their synthesiz-
ability, is expected to gain in accuracy in the near future.

In some cases, aqueous synthesis may show some limits for 
industrial applicability. Indeed, difficulties in scaling-up the 
production could arise from maintaining the homogeneity of 
batch reaction media. Furthermore, the protocols discussed 
above are related to long synthesis times from a few hours to 
days. As a consequence, other approaches have been developed 
to provide fast production and the ability to precisely tune 
the reaction temperature and time. Some of these methods are 
described below.

4. Supercritical hydro/solvothermal
synthesis

The hydrothermal methodology may show some limits for indus-
trial applicability, related to long synthesis times and difficulties 
of scaling-up the production by maintaining the homogeneity of 
batch reaction media. As a consequence, other approaches have 
been developed to provide fast, sustainable production and the 
ability to precisely tune reaction temperature and time. Super-
critical hydrothermal flow synthesis (SHFS) is among these 
methods.

4.1. Supercritical conditions on the Earth

Synthesis in supercritical fluids is inspired by the high tem-
perature and high-pressure environments that can be found in 
some of the deepest known hydrothermal vents, above 400 1C 
and B280 bars. Despite the aqueous medium, these conditions 
provide a rich chemistry of non-oxide solids.80 In particular, 
these regions encompass chalcopyrite (CuFeS2), bornite (Cu5FeS4), 
pyrite and marcasite (FeS2), as well as sphalerite (ZnS). Below, we 
discuss the main features of the SHFS in relation with the design 
of synthetic functional minerals.81

4.2. Supercritical hydrothermal flow synthesis

Supercritical fluids were discovered in 1822 by the French 
engineer and physicist Charles Cagniard de La Tour. For syn-
thetic chemists, a supercritical fluid is a solvent that is used 
above its critical pressure and temperature (Fig. 9). Super-
critical fluids exhibit intermediate properties between liquid 
and gas (Fig. 10A), which can be adjusted continuously from 
liquid-like to gas-like behaviors by just changing the pressure 
and temperature. At the molecular level (Fig. 10A), a super-
critical fluid is composed of two kinds of domains, with gas-like 
and liquid-like densities, respectively. The correlation length of 
the reaction medium changes with pressure and temperature. 
As a consequence, in a supercritical solvent, chemistry can be 
performed as in a liquid, but in a gas-like environment. This
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community involved in this field has investigated in the last 30 
years the effect of these parameters on the characteristics of the 
synthesized materials in terms of structure, morphology, size 
distribution, and surface properties. The development of in situ 
investigations has further enabled modelling of nucleation and 
growth in supercritical water.96–98 Herein we highlight recent 
studies on a new field of SHFS application: the synthesis 
of distinct nanoscaled minerals, namely phyllosilicates and 
inosilicates.

4.3. Supercritical hydrothermal flow synthesis of talc and 
other phyllosilicates

Talc is a clay mineral composed of hydroxylated magnesium 
silicate with the chemical formula Si4Mg3O10(OH)2.99 It has a 
significant commercial importance, being used in numerous 
products such as paper, plastics, paints, ceramics, and construc-
tion materials and in automotive and cosmetic industries.81 

In nature, it forms from the metamorphism of magnesium-rich 
rocks.100 As an example, the talc deposit located at Trimouns, 
in the French Pyrenees, has been formed as a consequence of 
14 million years of continuous circulation of hydrothermal 
fluid.101 The conditions for the formation for this deposit 
correspond to pressures and temperatures between 200 and 
300 MPa and 300 and 350 1C,102 respectively, hence close to the 
supercritical domain (Fig. 10A). Even though the composition 
of this mineral generally stays close to the nominal formula,

substitutions can occur, e.g. Si substitution by Al, or Mg
substitution by Fe, Mn, and Al.

Naturally occurring talc shows some limitations for indus-
trial use, such as (i) contaminations from other minerals
(carbonates, chlorite, asbestos, etc.); (ii) hydrophobicity, which
hinders dispersion in aqueous media; and (iii) large particle
size (around 2 and 100 mm after grinding), which restricts the
development of polymer-based nanocomposites.81,103 Producing
synthetic talc can overcome all these limitations. The hydro-
thermal synthesis of talc in a batch reactor was first reported in
1989.104 Since then, many research efforts have been made with
the aim of optimising the process and reducing considerably the
synthesis time from several days down to a few hours.103,105,106

The first talc synthesis in only 10 s was reported in 2016 by
Dumas et al.107 who combined a continuous flow set-up with
the use of supercritical water. Besides shortening the reaction
times, the authors also obtained a new material, so-called
nanotalc, with a high chemical purity, nanoscale particle size,
and hydrophilic nature. This work demonstrated the promising
role of SHFS in the rapid and versatile production of highly
crystalline and pure geominerals at the nanoscale. Nanotalc
was synthesized in a continuous reactor at 25 MPa by employ-
ing an aqueous solution of sodium metasilicate and a solution
of magnesium acetate in acetic acid as precursors with a Si/Mg
ratio equal to the Si/Mg talc ratio. A parametric XRD study
showed that the talc structure was obtained only under super-
critical conditions above 380 1C. The product obtained at

Fig. 10 (A) Pressure–temperature phase diagram of water. Adapted from ref. 83 with permission of Wiley-VCH Verlag GmbH & Co. KGaA. (B) Evolution
of density and ionic product of water as a function of temperature at 25 MPa. The data were collected from the National Institute for Standards and
Technology (NIST) database.84 (C) Evolution of the dielectric constant of water as a function of temperature at 25 MPa. Comparison with common
solvent values at room temperature and pressure. The red vertical line shows the critical temperature of water. Adapted with permission of Elsevier from
ref. 85. (D) Schematic diagram of a SHFS reactor developed for flow synthesis of nanoparticles.
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micron scale natural grains (Fig. 11B). This ensures better
dispersion in composites than natural specimens. Likewise,
the thermomechanical properties surpass those of the natural
counterparts, thus enabling a decrease in the loading rate when
employed in paints and polymer composites.114–116 The nano-
metric size and the SHFS process itself also change the wetting
ability by providing hydrophilicity to the surface, thanks to
a high density of particle edges (Mg–O and Si–O) and surface
hydroxyl groups.109 Such a hydrophilicity has allowed the
development of the first talc filler without the use of a pre-
surface coating or of compatibilizers in plastics.115 Overall, the
case of nanotalc shows that supercritical hydrothermal
flow synthesis can deliver new materials with distinct surface
properties, by modifying reaction mechanisms, especially
nucleation and growth kinetics.

Beyond talc, the high versatility of the supercritical flow
chemistry for producing phyllosilicate minerals with layered
structures has been highlighted by Claverie et al., in 2018,111

who obtained a variety of solids (400 1C, 25 MPa, and 20 s) by
only varying the amount of ethanol in the water/ethanol mixture
used as the solvent (Fig. 11D). The proposed synthesis mechanism
relies on the change in the silicon precursor solubility in the
presence of ethanol, which in turn determines the formation
of tetrahedral SiO4 sheets.111 Supercritical water was also
used to obtain another clay mineral named montmorillonite
(generic chemical formula: (Na,Ca)0.3(Al,Mg)2Si4O10(OH)2�nH2O),
a member of the smectite family.117 In Nature, the minerals

Fig. 11 Supercritical hydrothermal flow synthesis of nanotalc. (A) Evolution as a function of the synthesis time of the crystal size coherency in the
direction of stacking of the structural layer direction. Data for SHFS and a conventional hydrothermal batch synthesis are reported. Reprinted from ref. 81
with permission of Wiley-VCH Verlag GmbH & Co. KGaA. Scanning electron microscopy images of (B) natural talc and (C) synthetic nanotalc synthesised
by SHFS (400 1C and 25 MPa for 20 s). Reprinted from ref. 109 with permission of Wiley-VCH Verlag GmbH & Co. KGaA. (D) Crystal structures of the three
distinct minerals obtained as a function of the ethanol content of a water/ethanol mixture used at 400 1C, 25 MPa for 20 s. Reprinted from ref. 111 with
the permission of Cambridge University Press.

400 1C for 23 s showed crystallinity comparable with that of talc 
obtained by a conventional batch hydrothermal synthesis at 
300 1C and 8.5 MPa for 2 hours.105

The high modularity of continuous reactors allows the 
scaling up of syntheses after process engineering. Hence, a 
pilot was further developed for producing kg scale of synthetic 
dried talc (i.e. 10 kg of gel) per day.103,108

The crystallization kinetics could be monitored by assessing 
the evolution over time of the crystal size coherency (CSC) in 
the direction of stacking of the structural layers (Fig. 11A).81,109

The conventional batch hydrothermal synthesis (300 1C, 
8.5 MPa) is characterized by a linear CSC increase with the 
reaction time. In contrast, the CSC profiles change drastically 
with the SHFS process (25 MPa during 20 s), as the CSC values 
are steady below the supercritical domain, but undergo a steep 
increase when accessing supercritical conditions. Similar 
trends are observed for the CSC accounting for the extent of 
the layers. These evolutions nicely account for large changes in 
the physicochemical properties of water under supercritical 
conditions, i.e. the drastic fall of the dielectric constant, 
of the density of water (Fig. 10B and C), which dramatically 
changes solvation, promoting the inorganic polymerization of 
the precursors and the growth of talc crystals.81,110

Synthetic talc exhibits a higher purity compared to natural 
specimens,112 which is relevant especially in cosmetic and 
pharmacological uses.103,113 The particle size of talc synthe-
sized by SHFS is also decreased (Fig. 11C)109 compared to
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In 2017, Diez-Garcia et al. reported the first supercritical
hydrothermal flow synthesis of two calcium silicate hydrate
minerals, namely xonotlite and tobermorite.123,124 Then,
Musumeci et al. optimized the process to improve the purity,
crystallinity, and quantity of the produced materials.125,126

Natural xonotlite is commonly found near the contact
between igneous rocks and calcium bearing rocks.127 Xonotlite
is usually described using the ideal stoichiometric formula
Ca6Si6O17(OH)2. Besides Ca, Si, O and H atoms, traces of Na+,
Fe3+, K+, and Mn2+ can occur in natural specimens. Xonotlite is
one of the most stable phases of calcium silicate hydrates.128

Its hydrothermal synthesis has been widely investigated
between 150 and 250 1C,120,129–131 especially from CaO and
SiO2 in crystalline or amorphous forms.130,132,133 The reaction
time ranges from a few hours to weeks, depending on the
temperature.134 Below 200 1C, other secondary phases are often
observed. In 2018, the first supercritical hydrothermal flow
synthesis of xonotlite enabled a leap forward in terms of
reaction time and crystallinity.124 Two precursor solutions were
prepared by dissolving separately stoichiometric amounts of
calcium nitrate tetrahydrate and sodium metasilicate non-
ahydrate in water. Supercritical conditions, 400 1C at 25 MPa,
delivered high crystallinity xonotlite in only 7 s.125,126 The
lab-scale set-up yielded a continuous production of about
2.9 g h�1.126 Under these conditions (Fig. 12A and C), xonotlite
crystallizes as flat fibres oriented along the direction of silicate
chains,125,126 approx. 10–30 mm long and 50–200 nm wide, like
in conventional hydrothermal synthesis at 200 1C for 1 day.

The second calcium silicate hydrate mineral synthesised so
far by a SHFS process is tobermorite. As xonotlite, tobermorite

Fig. 12 Crystal structures of (A) xonotlite and (B) 11 Å tobermorite. Reprinted with permission from ref. 126. SEM images of (C) xonotlite and
(D) tobermorite particles synthesised in supercritical water. Reprinted with permission from ref. 125 with permission of Wiley-VCH Verlag GmbH & Co.
KGaA. (E) HRTEM image of a tobermorite nanofibre. Reprinted from ref. 123 with permission of Wiley-VCH Verlag GmbH & Co. KGaA. (F) Heat flows
measured over time by calorimetry during the hydration of reference cement paste and seeded cement pastes prepared with the addition of 1 wt% of
xonotlite and tobermorite. Reprinted with permission from ref. 126.

belonging to smectites commonly form as a consequence of the 
weathering of basic or acidic igneous rocks, or in sedimentary 
and metamorphic rocks.118 As in the case of talc, synthetic 
montmorillonite particles obtained by a conventional hydro-
thermal synthesis are characterised by an average diameter of 
about 1 mm at least.119 Again, subcritical conditions were not 
suited to form montmorillonite. By crossing the critical point of 
water, a foggy state with low amounts of suspended particles 
formed. Upon a further increase of the temperature, a milky 
and concentrated suspension of montmorillonite particles was 
obtained. The crystallization of layered montmorillonite was 
accompanied by faceting the particles towards the formation of 
the sheets expected for clays.

4.4. Supercritical hydrothermal flow synthesis of calcium 
silicate hydrates

Calcium silicate hydrates (CSH) form as a consequence of 
geological hydrothermal processes in which hyperalkaline 
fluids react with basic igneous rocks. They are also the products 
of chemical reactions during cement hydration. Indeed, the 
calcium silicate hydrate gel is the principal hydration product 
of cement paste and the primary responsible for its strength 
and performance. The interest in CSH minerals lies first in 
their complex structure still not fully elucidated, second in their 
potential for orthopedic applications,120 insulating materials,121 

stabilising agents to trap impurities in wastewater and as additives 
for reinforced cement.122 A significant effort has been made 
recently for the development of an innovative hydrothermal 
supercritical flow synthesis to expand the synthetic CSH 
mineral production towards industrial requirements.123–125
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knowledge of the relationship between the dynamics of nano-
confined water and surface chemistry in these materials.125

Musumeci et al. investigated this relationship by using tober-
morite as a model of the effect of the Si–OH environment on
water dynamics, and xonotlite as a mineral archetype to exam-
ine the additional contribution of the Ca–OH chemical environ-
ment. The hydrogen bond network of the minerals was
investigated through a combination of 1H SSNMR, Raman
spectroscopy and Fourier-transform infrared (FTIR) spectro-
scopy, and then exhaustive broadband dielectric spectroscopy
measurements were carried out.125 The authors reported three
different dielectric relaxation processes in SHFS-derived xono-
tlite and tobermorite. The fastest process was related to the
dynamics of dangling hydroxyl groups, either Ca–OH or Si–OH.
A second slower relaxation process was linked to the organiza-
tion of water molecules at the surface of the materials, from
an ‘‘ice-like’’ ordering in the Si–OH-rich environment of
tobermorite to a disordered ‘‘liquid-like’’ distribution in
the Ca–OH-enriched environment of xonotlite. The third and
slowest relaxation process was assigned to the simultaneous
presence of bulky non-evaporable water and ions freely moving
along the structures. This work enabled refining the picture of
the dynamics of confined water and hydroxyl groups in calcium
silicate hydrates and other water-containing materials. Because
SHFS-derived tobermorite is similar to natural tobermorite, the
synthetic analogs can be used to mimic the dielectric behaviour of
natural specimens,125,144 with especially a fast process at high
frequency.

Among a wide range of applications, xonotlite and tober-
morite can be employed as seeds for accelerating the hydra-
tion process of cement, and developing a denser and more
resistant cement matrix.126,145,146 Accelerator additives also
play a relevant role in pre-cast structures where speeding up
the hydration kinetics allows the removal of the mould,
and the completion of the structure in shorter times, thus
minimising the cost of construction. Additionally, accelera-
tors are particularly suitable in cold environments to avoid the
risk of frost damage in the cement network. The seeding effect
of xonotlite and tobermorite to accelerate the early stage
hydration of cement can be investigated by calorimetry (Fig. 12F).
In the early stage of hydration, the nanoparticles dispersed in the
cement paste act as nucleation sites, for the subsequent rapid
formation of the C–S–H gel. Because of their high specific
surface areas, xonotlite and tobermorite seeds accelerate the
hydration process, leading to the increase of the hydration
rate and heat release. In particular, the performance of xono-
tlite seeds is stronger than that of tobermorite nanoparticles.
The different behaviours of the two nanominerals might be
explained by their different Ca/Si ratios. In fact, it has been
reported that the CSH nucleation rate increases with the Ca
content from Ca/Si = 0.4 to 2.0.147 Nonetheless, the existence of
impurities such as portlandite and/or silica gel could also influ-
ence early hydration and result in a distorted evaluation of the
actual quantity of CSH additions. Consequently, the influence of
the Ca/Si ratio of seeds on cement hydration is still not fully
elucidated.

(Fig. 12B and D) is a rare and scarce mineral. It is mainly found 
in or near the cavities of basic rocks, or at the contact between 
dolerite and limestone.135 Tobermorite has been detected 
in ancient Roman archaeological cementitious specimens, 
and is widely accepted as the origin of the durability of Roman 
structures.136 Natural tobermorite commonly encompasses 
aluminium as a substitution of silicon. Al-substituted tober-
morite is associated with pyroclastic puzzolans, and Si-poor 
and Al-rich species, used in Roman concrete binders. A better 
understanding of the tobermorite structure is crucial to better 
understand the CSH gel involved in cement. Depending on the 
degree of hydration, the basal distance between the Ca–O layers 
ranges from 9, to 11 and 14 Å,137 hence yielding three structural 
varieties: 9 Å tobermorite, 11 Å tobermorite or 14 Å tobermorite. 
The variety with a closer resemblance to the cementitious CSH 
gel is the 14 Å tobermorite.138 Instead, the most common and 
stable variety synthesized is the 11 Å one.

The metastability of tobermorite compared to xonotlite 
makes its synthesis challenging.131,132,139–141 Flow chemistry 
enables a precise control of experimental conditions, especially 
the reaction time, which is difficult to achieve in batch reactors. 
As in Nature, the addition of aluminium during hydrothermal 
synthesis stabilizes tobermorite and facilitates its crystallization 
versus xonotlite.141

Diez-Garcia et al. reported the first synthesis of tobermorite 
under supercritical conditions (400 1C and 23.5 MPa),123 by 
adding aluminium to the reaction medium. Only the use of 
ultrafast reactions, 7 s rather than 10 and 15 s, enabled 
decreasing the fraction of the xonotlite by-product.123 Noteworthily, 
tobermorite was synthesized far above its stability limit 
(B140 1C).139 This highlights the ability of supercritical flow 
chemistry to provide a fine control over reaction times and 
kinetics. As in Nature142 and contrary to conventional hydro-
thermal synthesis,140 SHFS delivers tobermorite nanofibres approx. 
2–20 mm long and 10–20 nm wide (Fig. 12D and E).123,125,126

XRD, TEM, solid-state nuclear magnetic resonance spectroscopy 
(SSNMR), Raman spectroscopy and High Pressure X-Ray Diffrac-
tion (HP-XRD) showed that the crystallinity was increased under 
supercritical conditions compared to conventional hydrothermal 
synthesis.126 The overall morphological and structural features 
of the SHFS product were much more comparable to natural 
specimens than other synthetic samples less crystallized.126,143

These characteristics result in enhanced mechanical proper-
ties.126 The formation of natural tobermorite occurs at low 
temperature over many years, while synthetic varieties have to 
form in a much shorter time. As a result, the reaction tempera-
ture must be increased in the laboratory to trigger a faster 
crystallisation process, which increases the risk of crystallization 
of more stable mineral phases. Only the accurate control of the 
reaction time provided by flow chemistry enables achieving a 
precise trade-off between the growth of metastable phases and 
nucleation of more stable phases.

Thanks to their high purity and crystallinity, SHFS-derived 
xonotlite and tobermorite can be used to disclose some aspects 
of the calcium silicate hydrate structures still not fully under-
stood. In particular, these model minerals improved our

https://doi.org/10.1039/d0cs01283a


In a later work, life cycle assessment was employed to
analyze the environmental profile of TiO2 nanoparticle produc-
tion via supercritical solvothermal flow synthesis using a water–
ethanol mixture as the solvent.152 The analysis was focused on
comparing two production processes of TiO2 nanoparticles: the
supercritical fluid synthesis and the conventional precipitation
method. The climate change potential and cumulative energy
demand were reduced by 55% and 30%, respectively, by repla-
cing the precipitation method by the supercritical flow process.
The LCA impact was also significantly lower than that of the
continuous solvothermal production of TiO2,151 under similar
synthesis conditions, which can be explained by the use of
ethanol rather than isopropanol and of higher precursor concen-
tration in the supercritical flow process than in the conventional
solvothermal synthesis, respectively. Operating at lower concen-
trations requires higher energy and solvent amounts for the same
quantity of the product, thus resulting in an adverse effect on the
environmental profile.

Recently, the cradle-to-gate environmental LCA analysis related
to the SHFS of talc was evaluated by Glogic et al.154 At the maximal
reagents’ concentration yielding 76 g L�1 of talc, the precursors
account for 94% of the impacts. In particular, sodium metasilicate,
employed as the silicon source, contributes solely to 40–60% of the
total impacts, depending on the synthesis reaction. Importantly,
replacing magnesium acetate by magnesium sulfate decreased the
overall life cycle impacts by about 40%. In particular, the carbon
dioxide impact and the cumulative energy required per kg of the
produced talc could be decreased from 4.8 down to 2.6 kg and from
86 down to 34 MJ, respectively, just by changing a counter anion for
more sustainable chemical precursors.

In this overview, the advantages of using supercritical water
to produce a synthetic talc phyllomineral and two synthetic
inominerals, xonotlite and tobermorite, in only a few seconds
were highlighted. Through these case studies, we have high-
lighted how supercritical hydrothermal flow synthesis can be a
direct approach to adjust and control the chemical composition
of the synthetic nanominerals. This methodology could be used
to investigate the production of other mineral families, such as
sulfides, halides, carbonates, etc. Furthermore, despite the
reduction of reaction times, SHFS allows producing model
nanominerals, with high crystallinity. Hence, SHFS can disclose
some uncovered aspects of mineral structures of interest for
geology and environmental sciences. By providing access to
minerals with modified structural and morphological features,
SHFS can yield advanced functional materials, as shown for
calcium silicate hydrates as additives for new cements and for
lowering the environmental footprint of clinker production.

5. Quenching from high temperatures:
focus on nanomaterials synthesis
5.1. Role of the cooling rate in naturally occurring
crystallization: the case of volcanism

The impact of temporal temperature profiles on the solid
nucleation from a melt is well exemplified by the crystallization

4.5. Life cycle assessment of supercritical fluid-based 
synthesis

In the last few years, the relevance of supercritical fluid 
technologies has been recognised by the United States Environ-
mental Protection Agency (US EPA) for the development of 
environmentally sustainable chemical processes.148 The wide 
range of applications ranges from materials, semiconductors, 
energy, and synthetic chemistry science to waste treatment, 
pharmaceuticals and medical science. However, only very few 
contributions to understand the environmental profile of 
the SHFS process applied to nanoparticle synthesis have been 
discussed in the literature.149–152

To support the relevance of SHFS, the sustainability and 
environmental impact of this process must be addressed, thus 
raising a question: which method can be used to estimate how 
green a process is? One of the most appropriate tools for a 
comprehensive evaluation of the pros and cons of a manufac-
turing route is provided by life cycle assessment analysis (LCA), 
developed in the early 1960s in response to a growing concern 
about the limitations of energy sources and raw materials. LCA 
is standardised in the guidelines ISO 14040-14044 and defined 
as ‘‘the compilation and evaluation of the inputs and outputs 
and the potential impacts of a product system through its life 
cycle’’.153 Therefore, LCA estimates the overall environmental 
impacts across precursors, solvents, and energy associated with 
materials processing, highlighting which contribution could be 
adjusted to improve the environmental profile. This analysis con-
siders the entire life cycle of a product, from the extraction of raw 
materials to the end-of-life and waste disposal/recycling, through 
the manufacturing process and the use-phase. For each step of the 
product life cycle, the inputs (materials, energy, etc.) and the related 
outputs (emissions, by-products, water, etc.) are estimated.

Tsang et al. reported the first attempt to assess the environ-
mental impact of supercritical solvothermal flow synthesis 
through an LCA study.150 The authors focused on the production 
of Ba0.6Sr0.4TiO3 nanoparticles in a continuous reactor main-
tained at 400 1C and 23 MPa, by using an ethanol–water mixture 
as the solvent, and barium, strontium, and titanium isoprop-
oxides as precursors. They have shown that at the lab-scale 
(precursor concentration of 0.017 mol L�1), the precursors 
account for only a minor fraction (3%) of the total impacts, while 
the average contribution from manufacturing, processing and 
ethanol disposal accounted for about 90% of the total life cycle 
impacts. The authors then showed that by increasing the pre-
cursor concentrations up to 0.1 and 1.0 mol L�1, the average life  
cycle impacts decreased by nearly 81% and 95%, respectively. 
Additional recovery and reuse of solvents, with an efficiency 
of 90%, could further reduce the average life-cycle impacts by 
56%. The authors also showed that by replacing ethanol with 
methanol, the impact could be further decreased. Note however 
that the large contribution of the solvents to the overall impact 
referred to an unoptimized lab-scale scenario. This contribution 
can be considerably reduced in an appropriate industrial scale 
facility, where a system of recovery and recycling of alcohol 
solvents can be implemented.
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reaching single phases, as slower cooling resulted in phase
separated nanoparticles. The technique delivered, among
others, PtPdRhRuCe nanoparticles as catalysts for ammonia
oxidation159 and CoMoFeNiCu nanoparticles for ammonia de-
composition catalysis.160 Therefore, beyond control of particle
and crystal domain sizes, quenching techniques provide
approaches to control crystallization of new complex nano-
scaled solids and materials.

6. Molten salts: focus on
nanomaterials synthesis
6.1. Molten salts in nature: the case of evaporites

As mentioned in the introduction part, molten salts are involved
in some geological processes. Evaporites are sedimentary rocks
that crystallize from hypersaline solutions known as brines, which
formed from the evaporation of saline waters in marine or non-
marine environments (Fig. 14).161 They are found mostly in hot
arid deserts.162 More than a hundred evaporite minerals are
known, the most abundant ones being halides (NaCl, KCl, and
KMgCl3�6H2O), carbonates (calcium carbonates, MgCO3, and
CaMg(CO3)2 (dolomite)) and sulfates (CaSO4�2H2O (gypsum)
and CaSO4 (anhydrite)). Evaporites are mixtures of these salts
and can undergo metamorphism, until melting when they are
brought deeper in the Earth due to tectonics. Molten evaporites
are then molten salts. A number of gems like rubies, emeralds
and sapphire are found in metamorphized evaporites, which
have undergone melting and then recrystallization upon cool-
ing down closer to the Earth’s surface. The presence of these
gems in evaporites hints at their formation mechanism.7,8

In particular, pigeon-blood rubies (Cr-doped corundum single
crystals) have been proposed to form from molten evaporites at
B650 1C and B3 kbar, where the molten salts can leach
aluminium and chromium species from the surrounding
marbles. For chemists, this process can then be described as
a flux synthesis in a mixture of alkaline and alkaline-earth
chloride and sulfate salts.

6.2. Flux growth and molten salt synthesis: from bulk crystals
to nanomaterials

Inorganic molten salts have been recognized as reaction media
for decades as they constitute some fluxes in the so-called flux
synthesis methods, or flux growth methods.91,92 Flux synthesis
has been originally developed to grow large single crystals of a
variety of solids, including oxides and intermetallics. The flux is
a medium in which reagents have a significant solubility so that
mass transport between reagents is enhanced, thus favoring the
growth of large crystals. Solid formation proceeds either by
increasing the temperature to trigger the reaction between
reagents, or by cooling down the melt incorporating solubilized
reagents. In the latter case, decreasing the temperature results
in a decrease of the product solubility. This in turn increases
the oversaturation of the melt and triggers crystal forma-
tion from homogeneous nucleation or from growth on seeds
previously incorporated in the melt. Usual fluxes are molten

of igneous rocks from the cooling of lavas: the faster the cooling 
rate, the smaller the crystal sizes. Recently, the presence of 
20–50 nm iron oxide nanoparticles in volcanic melts has been 
evidenced,155 with a huge impact on the increase of magma 
viscosity. While nanoparticles (volume fraction below 5%) 
increase the propensity of the melt to maintain gas bubbles 
by strongly increasing its viscosity, they can also act as nuclea-
tion sites for gas bubbles. Both effects contribute to a large 
increase in the concentration of gas bubbles and to a lock up of 
the magma in the volcanic conduit, thus changing the dyna-
mism of volcanic eruptions from effusive (e.g. Hawaii) to 
explosive behaviours (e.g. Mt. Etna and Tambora). Of relevance 
for the field of materials chemistry, iron oxide nanoparticles 
seem to form in the low viscosity magmas investigated, only at 
sufficiently high cooling rates, in the 10–20 1C s�1 range, when 
the melt is quenched from B1300 1C to room temperature. 
Interestingly, such a rapid cooling also yields undercooling at 
40 to 250 1C for the first 2 to 30 s spent below the liquidus. 
These conditions correspond to a fast magma ascent, from 5 to 
50 m s�1, as expected at Mt. Etna for instance. The high cooling 
rates and undercooling contribute to a large increase in the 
supersaturation and then to extensive nucleation and the 
formation of small objects.

5.2. Role of steep temperature profiles in nanoparticle 
synthesis

In colloidal synthesis, the hot injection method156 and some 
quenching protocols157 are well established to achieve size 
control by precisely tuning nucleation and growth processes. 
This is also well accepted in the metallurgy field, as a way to 
tune grain size and phase separation length scales, from the 
kinetically driven production of martensitic steels to metallic 
glasses. These examples are directly related to the observation 
made in the previous sub-section that steep temporal tempera-
ture profiles applied to liquid phase reactions favor nucleation 
over a short duration, hence smaller objects and more mono-
disperse samples.

5.3. Role of steep temperature profiles in structural control in 
nanomaterials

Beyond the well-recognized quenching approach used in col-
loidal synthesis to control size distribution by avoiding Ostwald 
ripening and maintaining the size focusing regime,158 the 
recent emergence of nanoscaled high entropy alloys highlights 
the role that quenching methods can play not only in particle 
size control, but also in the design of complex solid-state 
compositions. In particular, the so-called carbothermal shock 
synthesis (Fig. 13) relies on extremely high heating and cooling 
rates by using short electrical pulses.159 Application of this 
method to multimetallic nanomaterials has delivered a range 
of quinary, senary and septenary nanoparticles, stabilized as 
single fcc phases by high configurational entropy. To achieve 
homogeneous mixing, Yao et al. have used carbon nanofibers 
as a support and increased the temperature up to about 1700 1C 
with 55 ms electrical pulses and 105 

1C s�1 heating/cooling 
rates. In particular, high cooling rates were instrumental in
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metals, oxides, hydroxides, salts and their mixtures. Fluxes can 
also be reactive, participate in reactions and then provide 
elements constitutive of the final product. Because of enhanced

mass transport, flux syntheses enable an increase in reaction
rates compared to solid-state processes, so that reactions can
be performed at lower temperature. Besides, because reaction

Fig. 14 (A) Marine and non-marine origins of evaporites, which can form molten salts in Nature. Metamorphic gems: (B) ruby, (C) emerald, (D) tsavorite
and (E) lazurite associated with different minerals and for which the metamorphic pathways through molten salts (evaporites) have been proposed. (B)
Adapted from ref. 163 with permission, (C–E) adapted from ref. 8 with permission from Springer.

Fig. 13 Thermal shock carbothermal synthesis of high entropy alloy nanoparticles. (A) Device enabling thermal shock by electrical pulses of carbon
nanofibers loaded with metal salts. Reproduced from ref. 159 with permission from The American Association for the Advancement of Science.
(B) Optical photograph of the sample before and after shock, and (C) the corresponding temperature profile with heating and cooling rates of 105 K s�1.
(D) SEM and (E) TEM images of a CoMoFeCoNi alloy. (F) Ammonia decomposition catalysis on the CoMoFeCoNi alloy. (B–H) reproduced from ref. 160
with permission from Springer Nature.
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pathways strongly depend on the flux composition, the method 
is particular suited to reach new compounds not accessible by 
solid-state reactions.164

As in this geological case, flux synthesis in molten salts 
yields large crystals in the millimeter to centimeter range and 
then traditionally relies mostly on the thermodynamic control 
of solid formation, by using descriptors such as phase diagrams 
and solubility data to set the composition of the reaction 
medium for achieving the targeted product.165 Flux syntheses 
in molten salts occur above the melting point of the salt or salt 
mixtures (Fig. 15).

Because flux growth methods towards large crystals are 
well described,164 we focus herein on the synthesis of nano-
materials. For isolating nanostructured materials that are intrin-
sically metastable because of their high surface-to-volume ratio, 
the flux synthesis procedures have to move from thermodynamic 
control to kinetic control of reactions and of solid formation. This 
implies syntheses at lower temperature, shorter time, steeper 
heating and cooling temperature profiles, and often lower 
concentration of reagents in the melt. A number of reviews 
have been published over the last few years on the topic of 
molten salt synthesis of nanomaterials,5,6,167 so that we prefer 
focusing herein on very specific aspects: the governing principles 
of molten salt synthesis of nanomaterials, how we can adapt 
experimental parameters to reach targeted nanomaterials, and 
recent advances in the field.

While flux growth methods can involve either reactions 
triggered by temperature increase or solidification upon cooling, 
to our knowledge, molten salt synthesis of nanomaterials relies 
exclusively on reactions occurring upon heating. This feature can 
be traced back to the habit of colloidal synthesis and aqueous

precipitation communities to perform nano-object synthesis with
reactions triggered by temperature increase, either by heating-up
or by hot injection methods. This approach often ensures the
narrowest size distributions for nano-objects of solids with a high
melting point, including oxides, intermetallics and non-oxide
ceramic materials, like e.g. nitrides, carbides, and borides.

6.3. Governing principles of molten salt synthesis of
nanomaterials

Molten salt syntheses of nanomaterials usually proceed
(Fig. 16) by intimately mixing powders of the salt(s) that will
become the reaction medium above the melting point, and
of the reagents, which can be salts (e.g. NiCl2 and sodium
borohydride), elements (e.g. carbon), or compounds (e.g. silica,
sodium silicide, sodium borohydride, and polymers). Some
examples will be detailed below. The mixed powders are then
heated in conventional ovens (Fig. 16) above the melting point
of the reaction medium to trigger the reaction between the
precursors. After temperature dwelling, the reaction medium is
cooled down; the salt solidifies, thus embedding the nano-
objects. It must then be washed out, which can be performed by
solubilization in water if the product is not sensitive to water
exposure. If needed, few organic solvents, such as methanol,
can help to bypass water sensitivity of the products, although
the solubility of usual salts such as alkali halides in these
solvents is orders of magnitude below the one in water, thus
requiring large volumes of organic solvents for purification.
This stresses out one of the two main drawbacks of molten salt
synthesis: the difficulty to fully eliminate the salt reaction
medium from the product and then to reach high purity
materials. The second important drawback is the corrosiveness
of many salts versus a wide range of materials. Hence, the
reactor walls must be carefully selected according to the nature
of the salts envisioned, while ensuring compatibility with the
reagents.

Many materials developed in molten salts are also accessible
through aqueous chemistry processes described above. This is
the case of binary metal oxide nanomaterials, for which the
interested reader is directed towards a recent report for an
exhaustive view of their syntheses in molten salts.6 In the next
sub-sections, we focus on the design in molten salts of nano-
materials that are difficult to reach through other routes.

6.4. Molten salts enabling complex structures and control of
oxidation states in multicationic oxide nanomaterials

Because reactions in liquids are usually faster than solid-state
reactions, molten salts enable decreasing the reaction tempera-
ture for a wide range of solids, thus limiting the energy input
required for crystallization, restraining crystal growth and then
enabling the recovery of low dimensionality materials. This is
well exemplified by the synthesis at 600 1C of 20 nm to 100 nm-
thick platelets of Sr4Mn3O10 from potassium permanganate
and molten strontium hydroxide, acting both as molten salt
medium and reagent (Fig. 17A),168 while the solid-state synthesis
requires higher temperatures. Molten salt synthesis is also a
convenient route towards pyrochlore nanomaterials A2B2O7 where

Fig. 15 Melting points of selected inorganic salts and their mixtures.
The composition of most eutectic mixtures in this diagram can be found
in ref. 166.
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A = La, Pr, Nd,  Gd, Er, Lu,  and Y and B = Ti, Zr, and Hf.6 Most 
molten salt syntheses of pyrochlores have been performed in 
eutectic alkali nitrate mixtures (NaNO3–KNO3), enabling a 
decrease of reaction temperatures and a decrease in particle size 
compared to high temperature solid-state processes.6

Besides the formation of pyrochlores, molten alkali nitrates 
have been instrumental in reaching manganate perovskite 
nanomaterials, by decomposing lanthanide, alkaline earth and 
manganese nitrates at ca. 550–700 1C. Although these compounds 
are reachable in the same temperature range by sol–gel  Pechini  
methods involving solid-state calcination,171 the use of molten 
salts has been a way to reach higher crystallinity. In particular, by 
combining molten potassium nitrate with a steep temperature 
profile that relies on using a pre-heated oven and on temperature 
quenching after a plateau, we could trigger a burst of nucleation 
while avoiding irreversible large-scale aggregation. The procedure 
then delivered highly faceted La2/3Sr1/3MnO3 nanocubes with a 
narrow size distribution and a high crystallinity (Fig. 17B).169 

These morphological and structural characteristics could not 
be achieved without the use of molten salts and without the 
dedicated temperature profile. These features deeply impact 
properties. In particular, the single crystal nanocubes exhibit

new spin transport driven by surface spin disorder.169 We have
also demonstrated the very high activity and stability of these
nano-objects in electrocatalysis of the alkaline oxygen reduction
reaction,172 again thanks to their high surface area and to their
crystallinity. The procedure was then extended to a range of
AMnO3 nanocrystals, where the A sites are occupied by La, Pr,
Sr, and/or Ca.173 Noteworthily, a similar approach was reported
for BaTiO3 nanowires,174 SrTiO3 nanocubes,174 and Ca1�xSrxTiO3

(0 r x r 1) nanocubes175 by reacting TiO2 with Ba, Ca and Sr
oxalates and a nonionic surfactant in molten sodium chloride.
The reaction involved thermal decomposition of the organic
species, as in the Pechini method, but the molten salt provided
a flux for better control of nucleation and growth, and then of
faceting of cubic nanoparticles.

While molten alkali nitrates are sufficiently oxidizing to
stabilize Mn3+/4+ oxidation states, the ability of molten salts
to provide reactive O2� species can also guide the reaction
pathway. The propensity of an oxosalt to deliver O2� anions is
described by the Lux-Flood oxo-basicity, which corresponds to
the following equilibrium in the case of nitrates:176

NO3
� - NO2

+ + O2�

Fig. 16 Basic procedure for molten salt synthesis.

Fig. 17 Structural control in molten salt synthesis. (A) STEM tomographic reconstruction of a Sr4Mn3O10 platelet obtained in molten strontium
hydroxide. Reproduced from ref. 168 with permission of the Royal Society of Chemistry. (B) STEM-HAADF image of a La2/3Sr1/3MnO3 nanocube obtained
in molten KNO3. Reproduced from ref. 169 with permission of Wiley-VCH Verlag GmbH & Co. KGaA. (C) Crystallization sequence and mechanisms from
La2NiO4 to LaNiO3 and LaSrNiO4 in molten NaNO2. Reproduced with permission from ref. 170. Copyright 2020 American Chemical Society.
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in sulfates and chlorides,178 for which the particle size
decreased with an increase in temperature, the heating rate
and the concentration of precursors. These results can be
interpreted by enhanced nucleation. Similar results were
obtained for NiFe2O4 submicroplates179 formed into molten
NaCl–KCl, with an overall size that decreased with an increase
in the concentration of metal precursors, or for spinels and
pyrochlore particles, among others, with size increasing along
with temperature.6

Occurrences of morphological control by using molten salts
as reaction media are mostly related to submicronic crystals.
They encompass cases of titanates,180 zirconates,181 ruthenates182

and ferrites,183 with morphologies usually adjusted by the tem-
perature profile, the molten salt composition and the molten
salt-to-transition metal precursor ratio. However, the rationale of
morphological control is still to be decrypted. While several
studies have ascribed specific faceting in molten salts to
surface–anion interactions that modify facet energies, as in
La1�xSrxCoO3 (x = 0, 0.3) perovskite submicronic crystals,184

during the last few years Rimer et al. have made a significant
step forward in the identification of important parameters
for morphological control. The authors have studied the rela-
tionship between the nature of the molten salts and the
morphology of MgO185 and NiO186 submicron crystals (Fig. 18)
from the decomposition of several Mg and Ni hydrated or
anhydrous nitrates and chlorides. The formation of MgO octahe-
dra with high index facets {111} was enabled by the occurrence of
molten reaction intermediates or media, and/or by the presence
of water.185 A similar study on NiO crystals186 (Fig. 18A) demon-
strated the ability to tune the morphology of NiO crystals between
octahedral (NiO{111}), cubic (NiO{100}) and trapezohedral
(NiO{311}) morphologies, exposing {111}, {100} and {311}
facets, respectively. NiO{111}, NiO{100} and NiO{311} were
obtained from hydrated nickel(II) nitrate in molten LiNO3,
NaNO3:KNO3 and NaCl:KCl eutectic mixtures, respectively.
The study was recently extended to mixed cationic (Ni,Mg)O
crystals,187 highlighting the formation of solid solutions into
molten NaCl:KCl eutectic mixture with crystal shapes governed
by the major cation: octahedral and trapezohedral crystals for
Mg-rich and Ni-rich mixed oxides, respectively. Morphological
selection according to the anion and cation(s) of the molten
salts was originally postulated187 to arise from the formation
of different nickel(II) complexes involved in the growth of the
crystals. By using DFT modeling, Rimer et al.188 proposed
recently more in-depth insights into morphological control.
First, by calculating the energy of the different facets, they
explained the formation of NiO{111} octahedra in air, and
presumably in LiNO3

186 by the stabilization of these facets
due to hydroxylation, where hydroxo groups arise from the
hydrated nickel chloride precursor. Second, they observed that
the most stabilized facets in contact with potassium chloride
were the {311} facets, and that the most stabilizing configu-
ration corresponded to a contact with crystalline potassium
chloride, which can occur by ordering in molten salts in the
vicinity of surfaces (Fig. 18B). Therefore, the high index mor-
phology seems to arise from selective adsorption and ordering

where NO2
+ cations further recombine with excess NO3

� to 
yield NO2 and O2.176 Metal cations are then oxoacids that 
accept/react with O2� anions to yield oxides. Direct comparison 
with Brønsted acid–base reactivity in aqueous synthesis 
indicates that an increase in the oxo-basicity of the molten salt 
will not only favor oxygen-rich products, but may also be used 
to incorporate many cations in the same compound, just like 
coprecipitation in basic aqueous media.22 A good example of 
this ability to change reaction pathways by the oxo-basicity 
of the molten salt has been provided recently,177 where the 
reagent ratio corresponding to the synthesis of La2/3Sr1/3MnO3 

nanocubes in molten potassium nitrate has been adjusted to 
match the composition of the Ruddlesden–Popper layered 
perovskite La0.5Sr1.5MnO4. Despite this change of the reagent 
ratio, only the pseudo-cubic perovskite La2/3Sr1/3MnO3 could be 
achieved at 600 1C. Increasing the temperature at 800 1C 
enabled partial formation of the layered perovskite, with still 
some unreacted A-site metal cations. In order to bring the 
reaction to completion, molten potassium nitrate was replaced 
by molten sodium nitrite, with a dissociation constant towards 
O2� that is 1010 higher than for KNO3.176 This large increase 
of the oxo-basicity of the molten salt was key to enable the 
recovery of pure La0.5Sr1.5MnO4. The analysis of the medium 
quenched at several reaction times revealed that the reaction 
proceeded through the formation of the pseudo-cubic perovskite, 
La2/3Sr1/3MnO3, followed by its dissolution and the reprecipitation 
of the layered perovskite phase. Again, a direct parallel under 
geological crystallization conditions can be drawn, for which the 
primary role of the O2 fugacity has been detailed at the beginning 
of this review. Interestingly, in the case of molten salt syntheses, 
oxygen species do not act only as oxidizing  species, but also as  
basic species.

While the molten salt composition enables tuning of the 
redox properties and oxo-basicity of the melt, temperature can also 
play a significant role in the selection of the reaction pathway. This 
has been shown recently with the selective transformation of the 
Ruddlesden–Popper perovskite La2NiO4 into LaNiO3 and LaSrNiO4 

at 600 and 800 1C, respectively (Fig. 17C).170 Again, the analysis of 
quenched media at different reaction times provided information 
on reaction mechanisms. We have highlighted the incorporation 
of nickel ions into La2NiO4 to form LaNiO3 at low tempera-
tures with retention of particles size and morphology, while higher 
temperature triggered dissolution of La2NiO4 and re-crystallization 
of LaSrNiO4. The case-study of nickelate perovskites also highlights 
the significant role of the metal oxidation state of the reagents on 
the course of the reactions. Indeed, nickel(II) salts yield first a 
La2NiII+O4 layered perovskite that evolves in a second step. Hence, 
the oxo-basicity of the molten salt appears as the prime driving 
force of solid formation. Then, the redox reactivity of the molten 
salt acts in the subsequent evolution of the first solid formed.

6.5. Molten salts for size and morphology control of oxide 
nanomaterials

Molten salts offer in some cases the ability to control particle 
size. This has been shown for micronic particles of lead-based 
perovskites Pb(Mg1/3Nb2/3)O3 and Pb(Fe1/2Nb1/2)O3 synthesized
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of crystalline potassium chloride on the {311} facets, which are 
stabilized and exhibit slower growth.

The possibility to tune the morphology of submicronic 
metal oxide crystals with the nature of the molten medium 
was also shown by combining molten salts with spray pyrolysis, 
as pioneered by Skrabalak et al.189,190 A first example of oxides 
obtained with this process190 concerns the formation of 
a/g-Fe2O3 hexagonal plates, and a-Fe2O3 rhombohedral particles 
from a/g-Fe2O3 precursor particles depending on the cation of 
the molten carbonate used. Shape control was associated with 
entangled phenomena, encompassing competition between 
homogeneous nucleation and seeded growth, as well as selec-
tive facet stabilization by surface–ion interactions. Aerosol-
assisted molten salt synthesis was further used to selectively 
obtain cobalt ferrite octahedra and plates (Fig. 18C),189 with 
molten sodium molybdate and sodium carbonate, respectively. 
In the former case, hydrated iron(III) and cobalt(II) sulfates fully 
dissolve in the molten medium, then crystallization of the 
spinel occurs during cooling down by homogeneous nucleation 
to yield the octahedral equilibrium shape. In molten carbonate, 
the precursor metal salts first react to form an Fe, Co layered 
double hydroxide (LDH), which transforms topotactically into 
the spinel. The transformation is isomorphic, yielding a spinel 
plate-like morphology from the intermediate LDH plates.

6.6. Molten salts for the formation of metal non-oxide 
nanomaterials from homogeneous mixtures

Besides oxygenated species, molten salts have also been used 
for about ten years as versatile reaction media to synthesise 
various metal non-oxides. An exhaustive list of non-oxide nano-
materials has been delivered recently by Gupta and Mao6 and 
by Li et al.191 Hence, below we discuss the chemical concepts 
underlying the ease or difficulty to perform the synthesis of the 
different families of materials currently accessible. We high-
light the advantages and disadvantages of molten salts for these

families of materials compared to more common synthesis
processes, and we provide also some most recent advances in
each of these families.

Ionic compounds such as metal fluorides AEF2 (AE = Ca, Sr),
LnF3 and NaLnF4 (RE = La, Ce, Y) are so stable that they can
form even in the presence of an oxygen source. Hence, they are
relatively simple to target by coprecipitation from metal
nitrates and sodium fluoride NaF in molten nitrates (NaNO3,
NH4NO3) at 200–400 1C,192–194 as reviewed by Fedorov and
Alexandrov.195 In particular, the NaF/Ln initial ratio, the reac-
tion temperature and reaction time enable controlling the
morphology of LnF3 and NaLnF4 and NaBiF4:Yb3+/Er3+ submi-
cronic crystals in molten NH4NO3.196,197 Upconverting NaYF4:
Yb3+/Er3+ could also be achieved by using similar processes,195

although colloidal synthesis enables more precise control of
nanocrystal dispersion and size distribution thanks to organic
ligands.

Fluorides set aside, the presence of oxygen during the
synthesis is detrimental to the formation of most non-oxide
compounds. Therefore, molten media enabling the formation
of such products are usually selected to be oxygen-free. In most
cases, molten alkali halides and their eutectic mixtures are
prime candidates to run the synthesis of metal non-oxides.
These salts are mostly described as not taking part in the
reaction pathway. However, only a little is known at present
of the reaction mechanisms during solid formation in such
media and the rationale we have drawn above in terms of
molten salt acid–base properties for oxides into oxo salts is not
achieved yet in molten halides for nanomaterial synthesis.
From metal chalcogenides to nitrides, silicides, carbides and
borides described below, the covalency of chemical bonds
increases. Hence, the requirement for energy input to trigger
ordering of crystal structures, in other words crystallization,
is more stringent and the temperature range of syntheses
increases.

Fig. 18 Morphological control of oxide submicronic crystals in molten salts. (A) {111} octahedral, {100} cubic and {311} trapezohedral NiO crystals
obtained from Ni(NO3)2�6H2O in molten LiNO3, NaNO3–KNO3 and NaCl–KCl, respectively. Reproduced from ref. 186 with permission of Wiley-VCH
Verlag GmbH & Co. KGaA. (B) Schematized results from DFT modeling representing selective growth of NiO facets driven by adsorption of crystalline
potassium chloride on the {311} facets yielding trapezohedral crystals. Reproduced from ref. 188 with permission of Wiley-VCH Verlag GmbH & Co. KGaA.
(C) Morphological control by aerosol-assisted molten salt synthesis of (D) cobalt ferrite octahedra and plates. Reproduced with permission from ref. 189.
Copyright 2015 American Chemical Society.
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metal salts. This reaction produced bimetallic nickel iron
silicide nanocrystals and SiI4 as the byproduct. The latter is
volatile and could be extracted from the molten medium under
dynamic vacuum while the molten salt was retained. As a
result, the product was purified in situ and the reaction equili-
brium was shifted, thus increasing the reactivity of silicon
nanoparticles and conversion into multimetallic silicide
nano-objects. Again, these nanoparticles undergo silicon leach-
ing in the first atomic layers, leading to surface nickel iron
oxyhydroxide that acts as a highly efficient electrocatalyst215 of
water oxidation by benefiting from electron percolation
through the conductive silicide cores.

Carbides can also be produced in molten salts. The reported
syntheses rely on alkali or alkaline earth halides as reaction
media enabling the use of temperatures as high as 1300 1C,
to deliver a wide range of binary metal carbides as well as
multinary compounds such as Cr3AlC, Ti3AlC2 and
(Ta0.25Nb0.25Ti0.25V0.25)C.6,216–223 The carbon source is elemen-
tal carbon in various forms, such as graphite, nanotubes, and
nanodiamonds,222 but can also be polymers. The metal pre-
cursor can be metal salts, elemental metal, or metal oxides.
Molten salt syntheses deliver carbides of high crystallinity,
which is beneficial for a range of properties, for instance
voltammetric detection of antibiotics.221

The crystallization of most boron-rich borides requires high
temperature processes because of their covalency. Molten salts
media offer an opportunity to decrease the synthesis tempera-
tures and enable the recovery of nanoscaled objects. We have
first demonstrated the generality of this approach by reacting
sodium borohydride with metal salts into molten alkali
halides,205,206,224,225 to deliver a wide range of nanoscaled
borides with various metals and metal-to-boron ratios with
temperature and reagent ratios as the primary experimental
levers (Fig. 19K–M). The approach has been further extended to
the use of a tin melt to react elemental boron with metal
chlorides and form mostly submicronic particles.226 By delivering
a range of new nanoscaled metal borides, molten salt synthesis
has opened routes to investigate the role of the nanoscale on
the properties of metal borides: CO2 methanation catalysis,225

hydrogen evolution and oxygen evolution electrocatalysis,227,228

superhardness,229 high-pressure phase transformations,230

magnetism231 and thermoelectricity,207 among others.
While combining several metals together in the same com-

pound is relatively simple, it is more arduous to design multi-
anionics, since these compounds tend to decompose into their
monoanionic counterparts. Hence, the synthesis of such
compounds can largely benefit from a decrease in reaction
temperatures, in order to facilitate their recovery. Molten salts
then appear as interesting reaction media to design multi-
anionics, such as oxynitrides LaTaON2, multinary oxychlorides
and oxyfluorides;6 nonetheless, this field is still poorly explored.

In some cases, the precise selection of molten salts can be
instrumental in reaching the targeted phases. This has been
well exemplified by Alivisatos et al.,208 who obtained Pt3Y, Pt3Sc
and Pt3Lu, and Au2Y early-late intermetallic nanoparticles
(Fig. 19N–O) from the reaction of the corresponding metal

In the context of molten salt synthesis, chalcogenides 
encompassing sulfides, selenides and tellurides fall into a 
family of materials similar to fluorides in the sense that they 
do not require a large energy input for crystallization. Kanatzidis 
and coworkers nicely demonstrated the interest of performing 
flux synthesis of such materials to discover new compounds of 
complex compositions in the bulk state.198–200 The approach has 
not been applied yet to the synthesis of nano-objects of new 
compounds, but numerous examples have already demonstrated 
the possibility to synthesize nanomaterials of known metal chal-
cogenides, mostly in molten alkali halides. Among others, tech-
nologically important materials were achieved, including 
NaInS2

201 for solar cells (Fig. 19A and B), and two-dimensional 
dichalcogenides MoS2, WS2, TiS2, MoSe2 and WSe2, by using K2S 
and selenium as chalcogenide sources.202

Metal nitrides have been less explored in molten salts than 
fluorides and chalcogenides. The few examples reported rely on 
similar routes as described above, including the production of 
Ta3N5 nanoplates and octahedra photocatalysts for water split-
ting (Fig. 19C–F) by aerosol-assisted molten salt synthesis, 
using ammonia as the nitrogen source.203 The molten salt 
medium enabled reaching high crystallinity, which enhanced 
the photocatalytic performances of the nanomaterials. Likewise, 
N2 was used as the nitrogen source in a molten NaCl–MgCl2 

mixture to react with TiO2 and magnesium. The latter was used 
as a reducing agent to scavenge oxygen and yield titanium nitride 
TiN nanoparticles at 600 1C.211

Free-standing metal silicide nanomaterials are only scarcely 
reported, whatever the synthesis methods. It is just recently 
that molten salts have been envisioned for their synthesis. 
Again, alkali halides are adequate molten media to trigger the 
reaction between oxygen-sensitive silicon sources and metal 
precursors. While the latter are usually metal halides,204,212 as 
for most of the materials families described above, there are 
only a few available Si sources that can operate at temperatures 
between 300 and 800 1C and be maintained in a liquid medium 
without the need of pressurized vessels. Elemental silicon 
powders have been used to produce CrSi2,212 while silica has 
been combined with molybdenum oxide to form MoSi2 nano-
structures by exothermic magnesiothermal reduction in molten 
NaF. This procedure relates to self-propagating reactions, where 
the exothermicity of the reaction triggers a strong increase of the 
temperature of the medium.213 More recently, the use of sodium 
silicide Na4Si4

214 has been explored (Fig. 19G–J).204 This source of 
Si1� species is highly reducing and can react with metal halides at 
relatively low temperatures, thus enabling the synthesis of 
nickel silicide nanocrystals.204 Adjusting the temperature and 
the reagent ratio yielded selective synthesis of Ni2Si and NiSi at 
300 and 500 1C, respectively. Under oxidative and basic aqueous 
conditions, the nano-objects undergo surface oxidation, which 
yields highly active electrocatalysts for the oxygen evolution 
reaction, made of a shell of electrocatalytically active nickel 
oxyhydroxide and a core of electrically conductive silicide 
enabling charge percolation through the electrode. Very recently,215 

the low vapor pressure of molten alkali iodides was used on 
purpose to enhance the reactivity of silicon nanoparticles with
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chlorides in molten trialkylborohydrides NaEt3BH and KEt3BH, 
which melt above 30 and 95 1C, respectively. Upon a first 
heating step at 200 1C followed by an intermediate removal of

reduction by-products and further annealing at 650 1C, the
expected nanoparticles could crystallize. The use of molten
hydride media was required to trigger the reduction of early

Fig. 19 SEM and TEM images of non-oxide nanomaterials synthesized in molten salts. (A and B) NaInS2 platelets. Reproduced from ref. 201 with
permission of Wiley-VCH Verlag GmbH & Co. KGaA. Ta3N5 (C and D) nanoplates and (E and F) octahedra water splitting photocatalysts. Reproduced from
ref. 203. (G and H) NiSi and (I and J) o-Ni2Si nanocrystals obtained in molten alkali chlorides from sodium silicide Na4Si4 and nickel chloride. Reproduced
from ref. 204 with permission from the Royal Society of Chemistry. (K) NiB, (L) NbB2, and (M) HfB2 metal boride nanocrystals obtained from metal
chlorides and sodium borohydride reacted in molten alkali halides. The scheme in (M) shows a bulk nanocomposite with controlled electrical and heat
transport properties obtained by Spark Plasma Sintering of HfB2 powders. Reproduced respectively from ref. 205–207 with permission from the Royal
Society of Chemistry, Wiley-VCH Verlag GmbH & Co. KGaA and the American Chemical Society, copyright 2021. (N and O) Early–late intermetallic
nanoparticles of Pt3Y obtained in molten borohydrides. Reproduced with permission from ref. 208. Copyright 2017 American Chemical Society.
(P) Li6B18(Li2O)x nanorods and (Q) the corresponding crystallographic orientation, where Li+ ions were provided by the molten LiI–KI mixture.
Reproduced with permission from ref. 209. Copyright 2020 American Chemical Society. (R) [NaB5C]0.82[B4C2]0.18 nanocrystals, corresponding crystal-
lographic orientation and local order, where Na+ were provided by molten NaI. Reproduced with permission from ref. 210. Copyright 2021 American
Chemical Society.
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carbide after removal of sodium by thermal annealing, thus
paving the way to superhard materials.

6.8. Molten salts for the formation of non-oxide
nanomaterials by post-modification

Some recent studies have focused on the use molten salts to
modify pre-formed solids. In particular, the last few years have
seen the emergence of protocols for the post-modification of
solids while enabling the recovery of nanostructures, thanks to
the low temperatures involved and to the dilution of reagents
into a liquid medium. Two tracks can be highlighted: treatment
of pre-made nano-objects and reactions of bulk solids to form
nanostructures.

In the first strategy, after demonstrating the possibility
to disperse nanoparticles into molten salts,245 the group of
Talapin et al. explored these liquids as thermal annealing
media. CsBr–KBr–LiBr was used to maintain GaAs nanocrystals
dispersed during treatment at 500 1C in the presence of gallium
triiodide.246 This procedure resulted in the alleviation of Ga
vacancies and crystal disorder, thus yielding highly crystalline
GaAs nanocrystals, which enabled the emergence of size-
dependent excitonic transitions. The strategy was further
applied to the design of In1�xGaxP and In1�xGaxAs (0.2 o
x o 0.9) nanocrystals.247 These ternary III–V semiconductors
could be targeted by cation exchange in pre-synthesized InP
and InAs nanocrystals, but their covalent character makes Ga3+

diffusion very slow. Hence, cation exchange must be thermally
activated. Again, the use of molten CsBr–KBr–LiBr in which InP
and InAs can be dispersed in the presence of GaI3 at 380–450 1C
enabled overcoming the diffusion energy barrier and yielded
In1�xGaxP and In1�xGaxAs (0.2 o x o 0.9) while maintaining the
nanocrystal size. The resulting ternary quantum dots exhibited
composition-dependent absorption and emission features.

In the previous examples, molten halides have been used as
inert liquid media. It is possible also to use the reactivity of
these melts to modify the composition of pre-made solids. In
2016, Urbankowski et al.248 reported the delamination of the
layered nitride Ti4AlN3 (Fig. 20A) in a molten LiF–NaF–KF
mixture. Al atoms were removed from the interlayer space as
X3AlF6 salts (X = Li, Na, and F). Although this process indicated
the occurrence of a redox reaction between the melt and
intercalated Al atoms, it was only a few years later that Li
et al.249 investigated a similar approach by explicitly searching
redox reactivity to transform layered MAX phases (Fig. 20B) –
Mn+1AXn made of Mn+1Xn sheets (M = transition metal, espe-
cially terminating the perimeter layers, C = carbon or nitrogen
sandwiched between M layers) interleaved with A layers
(A is usually a 13–16 group element) – in molten ZnCl2, with
Ti3AlC2, Ti2AlC, Ti2AlN, and V2AlC. At 550 1C, Al atoms in these
compounds underwent galvanic replacement by Zn atoms, thus
yielding new MAX phases Ti3ZnC2, Ti2ZnC, Ti2ZnN and V2ZnC.
According to calculations, these compounds are unstable at
1300 1C, the usual temperature for MAX phase synthesis. These
stability considerations support again the use of molten salts to
decrease the synthesis temperature and enable the discovery of
phases that could not be achieved at the high temperatures

metal cations with very negative redox potentials and to reach 
temperatures high enough to crystallize such compounds. 
A similar approach using molten NaBH4 was proposed by 
Mattox et al.232–234 to reach LaB6 nanoparticles from lanthanum 
trichloride, although in this specific case and as described 
above, so much reductive media are not necessary to obtain 
this compound.

It is informative to note that contrary to metal oxides 
described above, occurrences of particle size control of non-
oxides in molten salts are rare. The ability to decrease the 
particle size of metal borides by increasing the boron-to-metal 
source ratio has been described.93 This trend was ascribed to 
the determinant role of nucleation for such compounds, which 
are hard to crystallize due to the presence of directional 
covalent bonds. Further work should be directed in the future 
to target size control comparable to the achievements of 
colloidal synthesis.

6.7. Molten salts for the formation of transition metal-free 
materials and nanomaterials

Molten salts also appear as efficient media to trigger the 
formation of materials free of transition metals. About a decade 
ago, molten alkali and zinc halides were used to synthesize a 
highly crystalline layered carbon nitride167,235 from the decom-
position of various organic precursors such as dicyandiamide. 
Afterwards, other C,N-based materials could be achieved, 
including covalent triazine and heptazine-based frameworks 
into molten ZnCl2,236 and porous or nanostructured carbons by 
decomposition of sugars in molten alkali halides237 or of ionic 
liquids in the presence of molten mixtures of ZnCl2 with alkali 
chlorides.238 Other solids based on silicon could also be 
achieved in molten salts, such as SiC239 and LiSi2N3,240 the 
latter being obtained from melamine as the nitrogen source.

Transition metal-free B-based nanomaterials are other cova-
lent solids for which the use of molten salts enables a decrease 
in the synthesis temperature and then a decrease in the particle 
size compared to other protocols. This is well exemplified by 
the synthesis of water-dispersible 5 nm BCNO nanoparticles in 
molten alkali halides from NaBH4 and urea or guanidine.241 

Modifying the reagent ratio enables adjusting the composition 
of the particles and then the luminescence wavelength. 
By further controlling the temperature of synthesis and pre-
cursor ratio, BCN nanosheets could also be designed, with high 
performances for fast cycling Li-ion batteries.242 More recently, 
we have shown that nanocrystals of alkali boron-based solids 
can be achieved in molten salts. We could obtain the first 
occurrence of Li6B18(Li2O)x (Fig. 19P–Q) nanocrystals209 where 
Li+ was provided by the eutectic molten mixture LiI–KI. 
By using NaI as the molten medium and by adding a polymer 
as the carbon source, we could change the reaction pathway 
and obtain [NaB5C]0.82[B4C2]0.18 nanocrystals210 (Fig. 19R) with 
a stoichiometry that deviates from the ideal one NaB5C 
reported for the bulk phase.243,244 This shows how molten salt 
synthesis can drive unknown stoichiometry deviations, and 
then the formation of new solids at the nanoscale. These 
nanocrystals are efficient precursors to nanoparticles of boron
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required for solid-state reactions. Further increase of the ZnCl2-
to-MAX phase triggered exfoliation of Ti3ZnC2 and yielded the 
two-dimensional Ti3C2Cl2 MXene (Fig. 20C), a single sheet 
Ti3C2 terminated by Cl atoms. Galvanic etching in molten metal 
halides was further extended250 to MAX phases such as Ti3SiC2, 
Ti3AlCN, Nb2AlC, Ta2AlC and Lewis acid melts different than 
ZnCl2: CuCl2, CdCl2, FeCl2, CoCl2, AgCl, and NiCl2. The rational 
choice of the etching melt could be achieved based on the 
calculated redox potential MS2+/MS – where MS is the cation of 
the molten salt – compared to the redox potential An+/A for the 
A element in the MAX phase (Fig. 20D). The approach yielded 
the corresponding MXenes with Cl and O terminations. Ti3C2Tx 

(T = Cl and O) exhibited high electrochemical Li+ storage 
capacity in a non-aqueous electrolyte, even at a high charge–
discharge rate. Molten salts were also demonstrated to effi-
ciently shield the reagents and products from oxidation by air, 
thus enabling the synthesis of MAX phases Ti3SiC2, Ti2AlN 
and of the MAB phase MoAlB without the need for an inert 
atmosphere.251 Then, the abilities of molten salts to etch, 
exfoliate and protect MAX phases from oxidation were combined

(Fig. 19E) to produce directly Ti3C2Tx from elemental Ti, Al and C
in a single reaction medium NaCl–KCl mixture.252

As CuBr2 and CuI could also be used for etching,250 the
molten salt exfoliation method opened the way to Br and I
terminations instead of Cl. This strategy was further used253 to
produce e.g. Nb2CCl2 from Nb2AlC, but also Ti3C2Br2 from
Ti3AlC2 etched in the molten CdCl2–CdBr2 mixture. While
Nb2CCl2 showed a superconductive behavior below 6 K, the
largest strength of the method lies in its chemical versatility.
Indeed, the M–Cl and especially M–Br bonds are sufficiently
labile to engage into further anion exchanges in molten
CsBr–KBr–LiBr (Fig. 19F). For instance, Br in Ti3C2Br2 could
be exchanged with O, S, Se, Te, and NH, while treatment with
LiH was claimed to eliminate terminations and yield Ti3C2&2.
Hence, molten salts open an avenue to discover new two-
dimensional materials.

In this section, after highlighting the importance of molten
salts in the natural crystallization of gems, we have sketched
out the basic principles underlying syntheses in molten salts.
In particular, we have analysed how the chemistry of molten

Fig. 20 Reactive molten salts for post-modification of layered MAX phases and design of new bidimensional carbides and nitrides. (A) Exfoliation of
Ti4AlN3 in molten LiF–NaF–KF. Reproduced from ref. 248 with permission of the Royal Society of Chemistry. (B) Transformation of Ti4AlN3 into Ti3ZnC2

and (C) exfoliation of Ti3ZnC2 in molten ZnCl2. Reproduced with permission from ref. 249. Copyright 2019 American Chemical Society. (D) Rational
choice of the etching melt to delaminate MAX phases according to the redox activity of the melt. Reproduced from ref. 250 with permission of Springer
Nature. (E) Combined molten salt synthesis, etching and exfoliation to produce directly Ti3C2Tx from the constitutive elements in molten NaCl–KCl under
air. Reproduced from ref. 252 with permission of Springer Nature. (F) Functionalization of MXenes in molten salts. Modified from ref. 253 with permission
of The American Association for the Advancement of Science.
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so-called xenocrysts – meaning ‘‘foreign crystals’’ – in volcanic
rocks called kimberlites, lamproites and lamprophyre. These
particular magmas not only form below 145 km to be able to
collect diamond, but also rise to the surface fast enough to
prevent the transformation of diamond to graphite – the
thermodynamic allotrope at room pressure – or its dissolution
in the molten rocks. Although only about 1% of these dia-
monds contain mineral inclusions such as olivines, orthopyr-
oxenes, clinopyroxenes, garnets, spinels, sulphides or metal
alloys, these inclusions play a key role in understanding and
interpreting the thermobaric conditions of diamond formation,
thus providing important insights into the geochemistry and
mineralogy of the Earth’s mantle. As a ‘‘messenger’’ from the
Earth’s interior, natural diamonds help Earth scientists to
understand the evolution of our planet. For materials scientists,
diamond is also crucial, given its exceptional properties.

Indeed, diamond is the hardest known material. It is che-
mically inert to most acids and alkali metals. It has remarkable
high thermal and low electrical conductivities, and is optically
transparent across a wide wavelength range, from the ultra-
violet to the far infrared. These unique properties make dia-
mond a material of choice for a variety of mechanical applica-
tions including abrasives, inserts and wear-resistant coatings
for cutting tools, surgical blades, grinding and polishing tools
and for a diverse range of optical technologies including
sensors, sources, infrared windows, and light manipulators.
Many other potential applications for diamond as an engineering
material are possible. This has pushed scientists to no longer be
satisfied with only natural diamonds but to produce them
synthetically.

The effort to synthesize artificial diamond has been the
driving force for the development of many innovative high
pressure high temperature (HP–HT) technologies throughout

Fig. 21 Phase diagram of carbon under upper mantle conditions of
pressure (and depth) versus the oxygen fugacity relative to the QFM buffer.
The dashed line indicates the conditions with depth of a basaltic melt at a
constant Fe3+/Fe composition; fo: forsterite (olivine), en: enstatite (ortho-
pyroxene), mst: magnesite, diam: diamond, graph: graphite. The various
phase boundaries under melting conditions, and/or the magma ascent
pathway are indicated. Duplicated from ref. 255 with permission of
Springer Nature.

salts and the nature of reagents can be adjusted to tune the 
structural and morphological features, hence the properties, of 
a wide range of nanomaterials from multicationic oxides to 
non-oxides. Our knowledge of reaction mechanisms in these 
media remains very limited and would benefit from in situ 
studies. Such methods are difficult to implement in high 
temperature liquids. Below, we describe high pressure materials 
syntheses, which make significant use of in situ characterization, 
and which could then inspire in situ approaches in high tempera-
ture environments.

7. High pressure transformations:
focus on nanomaterial synthesis
7.1. Importance of high pressures in Earth and planetary 
processes

More than 99% of the Earth’s mass is at pressures exceeding 
1 GPa. Also, the Earth’s internal temperature increases with 
depth until around 5000 K in the center of the core. This 
temperature profile is mainly due to the heat released by the 
spontaneous radioactive decay of 235U, 238U, 40K, and 232Th 
present in the mantle as well as by the frictional heat left over 
from the initial collisions of the planetoids that have aggre-
gated to form present day size planet Earth. Therefore, the 
Earth is a ‘‘natural extreme chemistry laboratory’’ allowing for 
the existence of many dense minerals, for which one can study 
the chemical properties, structure and thermodynamic stabi-
lity. Many compounds that exist deep in the Earth have 
significant implications for fundamental Earth sciences for 
three reasons. First, a better understanding of the mechanisms 
associated with their synthesis inside the Earth can provide 
information on the origin of important species. For example 
the synthesis of methane under the (P,T) conditions of the 
Earth’s upper mantle is broadly studied to understand its main 
origin: organic or, according to the abiogenic theory, from 
reactions under extreme conditions between H2O, FeC and 
CO2. Second, compounds originating in the deep Earth’s inter-
ior bring constrains on the models of the inner structure, 
chemical composition and more generally dynamic models 
for the formation and evolution of our planet. Third, many 
solids, which form deep in the Earth exhibit properties without 
equivalent among room pressure phases. Some high-pressure 
solids from the Earth’s upper mantle (o700 km) are released to 
the Earth’s surface via volcanic eruptions. Among these materials, 
diamond is probably the most precious material with technologi-
cal implications because of its wide range of extreme properties.

7.2. Diamond: original driving force for the development of 
high-pressure research

Since diamond is the thermodynamic stable allotrope of carbon 
under high pressure, it is mainly found in the Earth under 
extreme conditions, i.e. at depths over B145 km (Fig. 21). 
A recent study even suggested that there are about a quadrillion 
tons of diamonds in the Earth’s interior.254 A tiny part of these 
crystals is carried to the Earth’s surface from the mantle as the
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structures). Among the research trends using DAC, some of the
hottest topics in materials science are the synthesis of room
temperature superconducting materials (the current Tc record
is 288 K, i.e., the average surface temperature of the Earth, in a
hydrogen-rich carbon material reported recently257) and the
design of novel high energy density materials (for example
LiN5

258 or C–N–H compounds259). A natural field of research
where DAC methods are broadly used is the science of planetary
interiors as previously described in the case of the structure of
our Earth. The physical and chemical properties of matter that
builds essential parts of planetary mantles and cores can only
be reached, captured and characterized at relevant high pres-
sures and temperatures achievable with the DAC, particularly
when bound to in situ synchrotron-based analytical methods,260

but also with ex situ lab-scale experiments.261 Nevertheless, the
DAC has a major drawback for synthesis: the sample volume
recovered is very small – in the order of 10�3 mm3 for a pressure
of 10 GPa and 10�5 mm3 for 100 GPa –, which limits in depth
physical and chemical characterization studies using in-house
laboratory techniques. These small volumes also make the use
of solvents much more difficult. Therefore further development
of DAC devices is needed to link the principles of the protocols
described in the previous sections. This is also why DAC
synthesis is difficult to conceive for any industrial perspective
and these research studies remain mainly of fundamental
interest. A recent practical review on the DAC methods can be
found in ref. 262.

This is not the case for large volume presses that are already
widely used in industry. Large volume devices (more details can
be found in various reviews263,264) are able to compress at least
several cubic millimeter samples to pressures beyond 1 GPa.
These devices use a hydraulic press following the principle of
‘‘intensification’’: a primary oil pressure is applied to the base
of the piston of a press and the generated force is transmitted
over a much smaller surface between the anvils, resulting in the
intensification of the pressure obtained. Another important
principle of LVPs is the ‘‘hydrostaticity’’ of the compression.
Gaskets, prepared usually from materials with low coefficient of
internal friction, fill the space between two or more hard anvils.
They are crucial components ensuring the hydrostatic or quasi-
hydrostatic compression since they deform in all directions,
including the directions toward the sample, thereby trans-
ferring anvil pressure on the sample area. Also, these devices
use resistive heating with an internal heater (graphite, chromite
LaCrO3, metallic foil, etc.) inside the gasket assembly to reach
simultaneously high temperature and high pressure. Tempera-
ture measurements can be done using thermocouples, power–
temperature calibration curves or internal calibrants (if coupled
with in situ X-ray or neutron diffraction). The pressure gener-
ated in these large volume presses is reproducible, so for ex situ
experiments, the pressure on the sample is determined by
previous in situ established primary oil pressure calibrations,
using a pressure sensor.

Large volume presses are therefore the instruments of choice
for high pressure and high temperature synthesis studies
(41 GPa) because the recovered sample volumes allow all theFig. 22 Section view of a membrane diamond anvil cell.

the 20th century. Thanks to these new technologies, especially 
the development of the ‘‘Belt system’’, diamond was produced 
in 1955 in thermodynamically stable regime (7.5 GPa and 
2000 1C) from a carbon-rich melt.256 Later, diamond synthesis 
in a metal flux (Fe, Co or Ni) was found to improve yields and 
enable scaling up to the industrial level. Nowadays, synthesis 
under extreme pressure and temperature conditions is the 
principal method of diamond synthesis in the industrial field 
with a world annual production of 3000 million carats (1 carat = 
0.2 g).

From a fundamental point of view, the high-pressure tech-
nologies developed for the diamond industry led to the emer-
gence in various academic laboratories of a vast exciting area of 
research where pressure opened up an additional dimension 
for the synthesis of new classes of dense stable or metastable 
compounds, whether they are crystalline, amorphous or even 
composite materials.

Recent advances in high-pressure materials synthesis are 
strongly linked to technological developments that only a few 
groups master. In order for the reader to catch a glimpse on the 
methods used to achieve the high pressures found deep inside 
the Earth, it appears necessary to first provide a quick survey of 
the most used high-pressure methods.

7.3. Main high-pressure methods for materials synthesis

High-pressure technologies can be divided into two main types 
of apparatuses: the diamond anvil cell (DAC) and large volume 
presses (LVP).

The DAC (Fig. 22) is a compact device composed of two 
opposed gem-quality diamond anvils, which can generate a 
wide range of pressures and temperatures. The scale starts 
from below 1 to over 600 GPa at maximum, therefore covering 
all the pressures of the planetary interior. For instance, the 
center of our planet is at 350 GPa. The high temperatures (up to 
8000 K) can be achieved by additional laser (near IR or CO2) 
heating or resistive heating. The pressure is measured by visible 
fluorescence of a known standard (usually ruby) and tempera-
ture is evaluated by measurements of the black body radiation 
of the sample. As diamonds are transparent over a wide range 
of wavelengths, the DAC can be coupled with visible light 
(for sample visualization and spectroscopic methods), infrared 
light (for heating), and most importantly X-rays and g-rays 
(for probing the atomic, phononic, electronic and magnetic
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example neutron266 and X-ray diffraction.267 This device is also
widely used for ex situ synthesis in many academic laboratories
with the standard ‘‘2 opposed anvils’’ geometry where the
anvils have a special conical high-pressure cavity dedicated to
the gasket and sample assembly, or with a miniaturized multi-
anvil module following the Walker geometry explained above.268

Both configurations are shown in Fig. 24, which displays on the
same drawing the ‘‘2 opposed anvils’’ module and the ‘‘multi-
anvil’’ Walker module.

The last-mentioned device is the piston-cylinder apparatus.269

Similar to previously mentioned devices, it achieves high
pressures using the principle of pressure amplification: con-
verting a small load on a large piston to a relatively large load
on a small piston. The uniaxial pressure is then distributed
quasi-hydrostatically over the sample through deformation of
the assembly materials. Sample are typically 200 mm3 and
B500 mg. Larger assemblies can reach 750 mm3. Due to its
simplicity and applicability to pressures up to 5 GPa and
temperatures up to 1750 1C, the piston-cylinder apparatus has
been the major experimental tool in early studies of meta-
morphic petrology, hydrothermal systems. It still allows more
detailed studies of crustal and upper mantle lithologies and
their mineral formation processes.270

Over the last few years, intensive efforts have been dedicated
to the adaptation of large volume presses to in situ synchrotron
X-ray diffraction for direct observation of synthesis pathways
towards both stable and metastable materials under HP–HT.
In these apparatuses, the samples are often surrounded by
complicated opaque environments, like gaskets, anvils, etc.
This is why innovative Soller slits system271 and combined
angle- and energy-dispersive structural analysis and refinement
system (CAESAR272) were developed to observe only the X-ray
diffraction pattern of the chemical precursors and even, by using
angular X-ray diffraction (ADX), to allow Rietveld refinement
of the crystal structure of solids synthesized under extreme
conditions. As an illustration, Fig. 25 shows the integration of
the miniaturized multi-anvil Paris–Edinburgh press, – whose
operating principle has been detailed in Fig. 24 – on the
ID27 beamline of ESRF. These advances made it possible to

Fig. 23 (A) The multi-anvil press installed at ID06, ESRF. (B) Concept design of the multi-anvil press. (1) Steel primary anvils. (2) Secondary anvils made by
eight truncated cubes. (C) Schematic view of the DIA geometry, in which the compression of the primary anvils takes place along the [001] directions of
cubic assemblage of secondary cubic anvils. (D) Zoom of the secondary anvil stage. (3) Truncated cubes. (4) Gaskets. (5) Octahedral pressure medium.
(6) Thermocouple. (7) Sample chamber.

standard physical–chemical characterization studies of materi-
als science. Among LVPs, three devices are widely used in 
academic geo- and materials sciences laboratories: the multi-
anvil device, the Paris-Edinburgh press and the piston cylinder 
apparatus. Conditions commonly achieved with these three 
devices range from below 1 to 25 GPa and up to 2500 K.

The multi-anvil press has a double anvil stage arrangement: 
primary and secondary anvils. Basically, the outer six steel 
anvils are called primary anvils, driven by uniaxial compression 
of the press’ piston. These six anvils form a cubic cavity where 
eight cubes (in tungsten carbide WC, cubic boron nitride c-BN 
or sintered diamond) can be installed as secondary anvils. The 
latter have truncated interior corners (Fig. 23 and 24). These 
truncations form an octahedral high-pressure assembly cavity 
where usually a Cr-doped MgO octahedron is placed. The 
sample assembly is installed inside this octahedron. Evidently, 
smaller truncations (hence a smaller octahedron) result in 
higher attainable pressures. There are mainly two different 
geometries in multi-anvil presses: the DIA geometry and the 
Walker one. They differ in the orientation of the cubic cavity 
(secondary anvils) for the compression axis, i.e., the [111] 
direction of the cube in the Walker module (Fig. 23B), and 
the [100] in the DIA one (Fig. 23C). The major drawback of these 
multi-anvil presses, however, remains their mass (several tons) 
and their footprint, which prohibits any rapid installation on a 
conventional synchrotron diffraction station. Thus, in general, 
these devices are either fixed in laboratories for ex situ studies 
(where the product of the synthesis is analyzed post mortem 
under ambient conditions), or permanently installed at X-ray 
diffraction beamlines under synchrotron radiation, which are 
therefore only or largely dedicated to HP-HT measurements 
(e.g. beamline ID06 at ESRF where the 2000 tons force multi-
anvil press weighs more than 6 tons (Fig. 23A).

On the contrary, the second popular large volume press is 
the Paris–Edinburgh press, which has reasonable dimensions 
and weight (B25 � 25 � 25 cm3 and 50 kg in its standard 
design). Initially designed for high pressure neutron diffraction 
studies,265 the Paris–Edinburgh press has been adapted later 
for a wide range of in situ high (P,T) measurements as for
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overcome the inherent limitations of the usual ex situ ‘cook and 
look’ strategy, which is a time-consuming synthesis approach. 
The opportunity to observe in situ and in real time the structural 
evolution of the reactants, the chemical reactions and the possible 
intermediate phases under extreme conditions is essential. 
It allows tackling these syntheses in all their complexities and 
establishing the – or minimizing the range of – (P,T) conditions  
required to synthesize a given material. It also enables better 
understanding of the mechanisms and the kinetics of the trans-
formations under these extreme conditions.

7.4. Relevance of high-pressure synthesis for the synthesis of 
new materials

Large volume high-pressure synthesis can lead to the formation 
of new materials with new properties, which are very difficult to

synthesize under conventional thermodynamic conditions. The
present paper is not intended as a comprehensive review of the
field (partial reviews already exist273–275), but rather to highlight
the diversity of new inorganic compounds and materials
recently synthesized at high pressures. These materials can
have useful mechanical, superconductive, energetic, magnetic,
electronic, optical or thermoelectric properties, with great
values for potential technological applications. For illustration
and understanding of the connection between the geological
field and the chemical field, Fig. 26 displays the (P,T) condi-
tions of the synthesis of some remarkable compounds men-
tioned above, in relation to the average geothermal gradient.

As a first example of hot topic, intensive research is focused
on the discovery of new superhard materials by synthesizing
new compounds, with a stronger performance than diamond
for applications, including higher thermal and chemical
stabilities.273 The B–C–N–O system is a natural choice for such
an exploration, as it encompasses many diamond-like and
boron-rich compounds formed by three-dimensional networks
of strong covalent bonds, responsible for high hardness. In the
last few years, it has been possible to synthesize under high
pressure new superhard materials (i.e., materials with Vickers
microhardness exceeding 40 GPa) like g-boron276 and c-BC5
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(Fig. 27). Importantly, some entanglement with the field of
nanomaterials chemistry and physics has started to emerge,
as evidenced by pressure-induced nanostructuration of
diamond278,279 and cubic boron nitride280,281 (Fig. 27). By virtue
of the Hall–Petch effect,282,283 the decrease in grain size down
to dozens of nm results in substantial increase in hardness
compared to polycrystalline microstructured materials. These
developments have led to extremely hard bulk nanostructured
materials.

The search for new superconducting materials is rather the
field of very high pressures achieved by DAC technology. None-
theless and as a second hot topic, several new compounds with

Fig. 24 Schematic diagram of the large volume Paris–Edinburgh press and details of its (A) 2 opposed anvils module and (B) multi-anvil module with
Walker geometry. (1) V7 Paris–Edinburgh press. (2) Cooling device. (3) Steel binding ring. (4) Tungsten carbide WC anvils. (5) Amorphous boron epoxy
gasket. (6) Coaxial thermocouple. (7) Graphite heater. (8) Insulating ceramic. (9) Electrical contacts. (10) Molybdenum disk. (11) h-BN or MgO capsule.
(12) Sample. (13) Containment ring. (14) First-stage anvils. (15) Pyrophyllite gasket. (16) Second-stage anvils (WC cubes). (17) Cr-doped MgO octahedron.
(18) Insulating ceramic. (19) Electrical contact. (20) Molybdenum disk. (21) Furnace (graphite, Rhenium foil or LaCrO3). (22) Thermocouple. (23) Sample
capsule (usually MgO or h-BN). (24) Sample.

Fig. 25 Large volume Paris–Edinburgh press on the ID27 beamline of
ESRF for in situ angular X-ray diffraction experiments: (1) Rotation motor.
(2) Micrometric motors x, y and z. (3) Paris–Edinburgh press. (4) Soller slits.
(5) CCD detector.
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interesting critical transition temperatures Tc have recently been 
obtained in large quantities at moderate pressures (o10 GPa), thus 
among which a new chlorine compound Sr3�xCaxCu2O4+dCl2�y,

285 

Cu11Bi7,286 a series of new iron (nickel)-based compounds287 and 
ReFeAsO1�xHx.288

The third topic deals with the large volume high-pressure 
synthesis of high energy density materials. In particular, a new 
polymerized compound encompassing CO groups connected 
with single bonds has received significant attention.289

This material, recoverable under ambient conditions, is a
promising material for energy storage, since it has exceptionally
high energy ‘‘available’’ in a low mass. Among the potential
fields of application, the aerospace domain would strongly
benefit from this material.

Under high pressure, it is also possible to synthesize new
multiferroic materials such as BiMnO3, BiAlO3, BiGaO3, BiFeO3
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and new interesting phases in oxides like MnMO3 (M = Ti, Sn)),290

ScCrO3 and InCrO3.291

Fig. 26 Pressure and temperature domains of Earth’s upper mantle, accessible by large volume devices discussed in the text for high-pressure synthesis.
Dashed line: the Earth’s mean geotherm; the other symbols indicate typical (P,T) conditions where new materials can be synthesized. The corresponding
references are given in the text.

Fig. 27 Crystal structures of some superhard phases in the B–C–N–O quaternary system and TEM image of superhard bulk nanostructured materials.
Phases discovered in the last two decades are shown with red spots. (A) Structure and TEM image of nano-diamond sample synthesised at 22 GPa and
1400 1C. Reproduced from ref. 284 with permission. (B) Structure of cubic BC5 (synthesised at 20 GPa and 2200 K) with boron atoms that are randomly
distributed throughout the diamond-like lattice. (C) Crystal structure of g-B synthesised at 12 GPa and 2000 K. Two oppositely charged sublattices are
marked by different colors. (D) Structure and TEM image of nano-cBN synthesised at 20 GPa and 1770 K. (E) Structure of B13N2 synthesised at 5.3 GPa and
2600 K. Boron, carbon and nitrogen atoms are in purple, blue and green colors. In (C), boron atoms belonging to the cationic and anionic networks are
light and dark purple, respectively.
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shocks and of molten salt syntheses to nanomaterials). In all
cases, their current and future development should benefit
from strengthening the link between materials synthesis and
geosciences. For instance, geology offers more complex and
diverse physicochemical conditions than only those sketched in
this review.300 The analysis methods used by geologists may also
be useful for the materials chemist, especially for the development
of in situ studies at high temperatures.301 Besides materials and
nanomaterials synthesis, one may also wonder if geology could
also deliver conditions to tune or exacerbate materials properties.
For instance, some geological conditions are a nice playground
to develop original catalysts and catalysis conditions, materials
recycling86,302,303 and could as well be scrutinized as energy
conversion devices.304

The synthesis conditions developed in this review and more
widely in the frame of geoinspiration are in most cases exempt
of organic solvents and of ligands, traditionally used in colloi-
dal synthesis of nano-objects. Therefore, scrutinizing geological
phenomena in the context of materials synthesis appears as a
virtuous approach towards enhanced sustainability of chemical
synthesis. This last point is obviously of high importance given
the challenges that we are currently facing.

Last but not least, it is possible to foresee a feedback loop,
where geoinspired synthesis could also provide new insights
into geological processes and rock formation, as pointed out by
Hochela305,306 and more recently by Genova et al.155 Likewise,
analytical tools of materials chemists may be of interest for
geologists. Overall, this review shows how straightforward the
connections between both fields can be made and how cross-
fertilization could enrich materials synthesis and geosciences,
together.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

This work has been supported by the European Research
Council (ERC) Consolidator Grant GENESIS under the European
Union’s Horizon 2020 research and innovation program (grant
agreement no 864850).

References

1 C. Sanchez, H. Arribart, M. Madeleine and G. Guille,
Biomimetism and bioinspiration as tools for the design of
innovative materials and systems, 2005.

2 M. M. Unterlass, Biomimetics, 2017, 2, 8.
3 H. M. Moura and M. M. Unterlass, Biomimetics, 2020, 5, 29.
4 A. E. Phillips, Philos. Trans. R. Soc., A, 2019, 377, 20190153.
5 D. Portehault, S. Delacroix, G. Gouget, R. Grosjean and T.-

H.-C. Chan-Chang, Acc. Chem. Res., 2018, 51, 930–939.
6 S. K. Gupta and Y. Mao, J. Phys. Chem. C, 2021, 125,

6508–6533.

In the field of photonics and photovoltaics, the recent high-
pressure synthesis of silicon Si-III has been performed at 
pressure as low as 7 GPa in the Na–Si system.292 Optical 
measurements have shown that Si-III is not a semimetal, unlike 
what previous reports had claimed, but a direct narrow-bandgap 
semiconductor with a plasma wavelength near 11 mm, suggesting 
potential for infrared plasmonic applications.293 Likewise, recent 
high-pressure studies on phase transformations in the Na–Si 
system294 revealed a number of interesting routes to new and 
identified silicon compounds: Na4Si4 and intermetallic clathrates 
Na8Si46, Na24Si136 and Na4Si24. In particular, sodium evaporation 
from Na4Si24 by moderate heating (100 1C) in vacuum leads to a 
new allotrope of silicon, orthorhombic o-Si24, with a zeolite  
structure.295 The variety  of  the properties associated with  this  
new phase (e.g. quasi-direct bandgap of B1.3 eV) make it promis-
ing for future optoelectronics applications, including solar energy 
conversion.

Finally, high-pressure synthesis has also a significant advan-
tage to produce new heavily doped semiconductors, which 
are excellent thermoelectric materials. For example, two com-
pounds synthesized under extreme conditions, Yb0.5Ba7.5Ga16Ge30 

and CoSb2.75Te0.20Sn0.05, have remarkable figures of merit ZT 
of ca. 1.296,297

This brief illustration of new compounds that cannot be 
formed with traditional liquid-phase and solid-state chemis-
tries demonstrates that high-pressure synthesis has become a 
viable and promising method to design new functional materials. 
In the near future, next generation targets will concern classes of 
emergent complex materials, including the control of interfaces of 
the nanoscale. For instance, the unusual combination of high 
temperature solution synthesis of metal boride nanocrystals in 
molten salts with subsequent thermobaric treatments was used 
recently to create new nanocomposites of ternary borates.298 

These phases contain nano-inclusions of metal borides separated 
from each other by a few nanometers in an also-nanostructered 
borate matrix. This study validates a new approach linking 
synthesis of inorganic nanomaterials and high-pressure synthesis 
to yield nanocomposites made of exceptional phases not reach-
able under ambient conditions. This approach paves the way to 
advanced nanocomposite materials which could combine the best 
properties of each component and will inspire the design of a new 
class of multifunctional materials with advanced mechanical, 
electronic, magnetic, optical, thermal and thermoelectric proper-
ties for a wide range of applications.

8. Conclusions and perspectives

In this review, we have stressed how the state-of-the-art materials 
syntheses are paralleled by geological phenomena and how these 
syntheses techniques can be considered as being inspired from 
geology. Such synthesis methods have been known for centuries, 
such as aqueous precipitation, which is undergoing a renewal, 
thanks to calculation and data mining,299 as described in the 
related section of this review. Other synthesis approaches have 
only emerged over the last few years (e.g. application of thermal

https://doi.org/10.1039/d0cs01283a


7 V. Garnier, G. Giuliani, D. Ohnenstetter, A. E. Fallick,
J. Dubessy, D. Banks, H. Q. Vinh, T. Lhomme, H. Maluski,
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71 I. Gómez-Recio, A. Azor-Lafarga, M. L. Ruiz-González,
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J.-L. Hodeau and G. Garbarino, Rev. Sci. Instrum., 2011,
82, 23904.

272 Y. Wang, T. Uchida, R. von Dreele, M. L. Rivers, N. Nishiyama,
K. Ichi Funakoshi, A. Nozawa and H. Kaneko, J. Appl.
Crystallogr., 2004, 37, 947–956.

273 Y. le Godec, A. Courac and V. L. Solozhenko, J. Appl. Phys.,
2019, 126, 151102.

274 P. F. McMillan, Nat. Mater., 2002, 1, 19–25.
275 E. Gilioli and L. Ehm, IUCrJ, 2014, 1, 590–603.
276 A. R. Oganov, J. Chen, C. Gatti, Y. Ma, Y. Ma, C. W. Glass,

Z. Liu, T. Yu, O. O. Kurakevych and V. L. Solozhenko,
Nature, 2009, 457, 863–867.

277 V. L. Solozhenko, O. O. Kurakevych, D. Andrault, Y. le
Godec and M. Mezouar, Phys. Rev. Lett., 2009, 102, 15506. 

278 T. Irifune, A. Kurio, S. Sakamoto, T. Inoue and H. Sumiya,
Nature, 2003, 421, 599–601.

279 Q. Huang, D. Yu, B. Xu, W. Hu, Y. Ma, Y. Wang, Z. Zhao,
B. Wen, J. He and Z. Liu, Nature, 2014, 510, 250–253.

280 V. L. Solozhenko, O. O. Kurakevych and Y. Le Godec, Adv.
Mater., 2012, 24, 1540–1544.

281 Y. Tian, B. Xu, D. Yu, Y. Ma, Y. Wang, Y. Jiang, W. Hu,
C. Tang, Y. Gao, K. Luo, Z. Zhao, L.-M. Wang, B. Wen, J. He
and Z. Liu, Nature, 2013, 493, 385–388.

282 N. J. Petch, J. Iron Steel Inst., 1953, 174, 25.
283 A. Nagakubo, H. Ogi, H. Sumiya and M. Hirao, Appl. Phys.

Lett., 2014, 105, 081906.
284 L. Fang, H. Ohfuji and T. Irifune, J. Nanomater., 2013,

201845.
285 C.-Q. Jin, X.-J. Wu, P. Laffez, T. Tatsuki, T. Tamura,

S. Adachi, H. Yamauchi, N. Koshizuka and S. Tanaka,
Nature, 1995, 375, 301–303.

286 S. M. Clarke, M. Amsler, J. P.-S. Walsh, T. Yu, Y. Wang,
Y. Meng, S. D. Jacobsen, C. Wolverton and D. E. Freedman,
Chem. Mater., 2017, 29, 5276–5285.

287 P. M. Shirage, K. Miyazawa, M. Ishikado, K. Kihou, C. H.
Lee, N. Takeshita, H. Matsuhata, R. Kumai, Y. Tomioka,
T. Ito, H. Kito, H. Eisaki, S. Shamoto and A. Iyo, Phys. C,
2009, 469, 355–369.

288 H. Hosono and S. Matsuishi, Curr. Opin. Solid State Mater.
Sci., 2013, 17, 49–58.

289 M. J. Lipp, W. J. Evans, B. J. Baer and C.-S. Yoo, Nat. Mater.,
2005, 4, 211–215.

290 A. Aimi, T. Katsumata, D. Mori, D. Fu, M. Itoh, T. Kyomen,
K. Hiraki, T. Takahashi and Y. Inaguma, Inorg. Chem.,
2011, 50, 6392–6398.

291 A. A. Belik, D. A. Rusakov, T. Furubayashi and
E. Takayama-Muromachi, Chem. Mater., 2012, 24,
3056–3064.

292 O. O. Kurakevych, Y. le Godec, W. A. Crichton, J. Guignard,
T. A. Strobel, H. Zhang, H. Liu, C. Coelho Diogo, A. Polian
and N. Menguy, Inorg. Chem., 2016, 55, 8943–8950.

293 H. Zhang, H. Liu, K. Wei, O. O. Kurakevych, Y. le Godec,
Z. Liu, J. Martin, M. Guerrette, G. S. Nolas and T. A. Strobel,
Phys. Rev. Lett., 2017, 118, 146601.

294 Z. Jouini, O. O. Kurakevych, H. Moutaabbid, Y. le Godec,
M. Mezouar and N. Guignot, J. Superhard Mater., 2016, 38,
66–70.

295 M. Guerette, M. D. Ward, K. A. Lokshin, A. T. Wong,
H. Zhang, S. Stefanoski, O. Kurakevych, Y. le Godec,
S. J. Juhl and N. Alem, Cryst. Growth Des., 2018, 18,
7410–7418.

296 B. Sun, X. Jia, J. Zhao, Y. Li, H. Liu and H. Ma, Inorg. Chem.,
2018, 57, 3323–3328.

297 Y. Jiang, X. Jia and H. Ma, Mod. Phys. Lett. B, 2017, 31,
1750261.

298 R. Grosjean, Y. le Godec, S. Delacroix, G. Gouget,
P. Beaunier, O. Ersen, D. Ihiawakrim, O. O. Kurakevych,
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5, 86.

303 T. Voisin, A. Erriguible and C. Aymonier, Sci. Adv., 2020,
5, eaaz7770.

304 M. Yamamoto, R. Nakamura and K. Takai, ChemElectroChem,
2018, 5, 2162.

305 M. F. Hochella, S. K. Lower, P. A. Maurice, R. L. Penn,
N. Sahai, D. L. Sparks and B. S. Twining, Science, 2008, 319,
1631–1635.

306 M. A. Carabello, F. M. Michell and M. F. Hochella Jr, Am.
Mineral., 2015, 100, 14–25.

301 D. R. Neuville, L. Hennet, P. Florian and D. de Ligny, Rev.
Mineral. Geochem., 2014, 78, 779–800.

302 C. Crouzet, F. Brunet, N. Recham, A. L. Auzende, N. Findling,

https://doi.org/10.1039/d0cs01283a



