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ABSTRACT 

Thermoresponsive bilayer hydrogels have gained attention due to their fast response time and excellent 

recovery. A side-by-side capillary-based microfluidic device has been used to produce thermoresponsive 

Janus fibers by photopolymerization of monomer streams. These fibers had one of their parts consisting 

in a thermoresponsive polymer obtained from oligo(ethylene glycol) acrylate, 2-ethoxyethyl acrylate, 

and poly(ethylene glycol) diacrylate, while the other one consisted in a non-thermoresponsive polymer. 

The fibers showed reversible coiling and uncoiling phenomena with two temperature transitions upon 

heating (and cooling). The unexpected dual thermoresponsiveness was investigated by screening a wide 

range of parameters including the nature of the photoinitiator and comonomers. The transition 

temperatures were tuned from 0 to 80 °C by varying the comonomer composition, but also the nature 

and concentration of the crosslinker used. The ability of these Janus fibers to act as thermally-triggered 

actuators was demonstrated by performing up to four heating-cooling cycles and attaching a small 

weight at one of the extremities of the fiber. These results pave the way to the development of easily 

tunable polymer-based fibrous thermoactuators. 
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1. INTRODUCTION 

Polymer-based actuators are smart materials generating a motion in response to external stimuli with 

promising and attractive applications such as artificial muscles,[1] sensors,[2] drug release,[3] and soft 

robotics.[4] Hydrogels are three-dimensional networks of hydrophilic polymers able to hold a large 

amount of water in their swollen state. Stimuli-responsive hydrogel are gaining increasing interest in the 

actuating field[5] due to their ability to reversibly and significantly modify their shape and volume in 

response to changes occurring in their environment. A wide range of stimuli have been investigated 

including pH,[6, 7] temperature,[8] humidity,[9] light,[10] electric and magnetic fields,[11, 12] and ionic 

strength.[13] Thermoresponsive polymers have attracted the attention due to their ease of applicability, 

monitoring, and controllability.[14] The two main types of thermoresponsive polymers exhibit either a 

lower or upper critical solution temperature (LCST[15, 16] and UCST[17, 18] respectively) corresponding 

to the critical temperature below or above which the polymer is fully miscible in the solvent. This 

behavior is driven by different types of interactions such as hydrogen bonding, hydrophobic, and 

electrostatic interactions.[19] Among the polymers exhibiting a LCST-type behavior, poly(N-isopropyl 

acrylamide)[20] (poly(NIPAAm)) and poly(oligo(ethylene glycol acrylate)[21] (poly(OEGA)) are the most 

extensively investigated due to their transition temperature close to the body temperature and their 

non-cytotoxicity making them attractive for biomedical applications. Hydrogels made of polymers with a 

LCST-type phase transition, also known as gels with a negative volume phase transition (VPT) behavior 

shrink above the volume phase transition temperature (VPTT) and swell below the VPTT. 

Conventional hydrogels, based on isotropic and homogenous materials, usually display a slow response 

through coiling, bending, or twisting to the applied stimulus. Anisotropic and heterogeneous structures 

have been developed targeting hydrogels with controllable and fast actuation. Hydrogel actuators based 

on either chemical or physical multilayered structures with an asymmetric response have been 

identified as an effective strategy to achieve sensible, fast, and tunable actuation for various stimuli 

including pH[22] and temperature. Bilayer hydrogel systems with thermoresponsive and fast actuation 

have been prepared through various methods. The most common method involves sequential layered 

polymerization with one of the layers generally consisting in poly(NIPAAm).[23-27] For example, Li et al. 

photopolymerized first N-acryloyl glycinamide followed by the photopolymerization of a mixture of 

N-isopropyl acrylamide (NIPAAm) containing Laponite used notably to improve the interface between 

the layers using a crosslinker in each polymerization step.[26] As the polymer layers exhibited opposite 

thermoresponsive behaviors (gels negative and positive VPT behavior respectively) at distinctive 

temperature, the cooperative contraction and expansion of each layer led to bidirectional actuation. 



Layer enrichment is another method considered. He et al. have conducted an in situ polymerization-

centrifugation of NIPAAm in the presence of graphene oxide leading to the formation of a graphene 

oxide-rich layer,[28] while Xiao et al. have exploited the in situ phase separation of poly(NIPAAm) and 

poly(3-(1-(4-vinylbenzyl)-1H-imidazol-3-ium-3-yl)propane-1-sulfonate) during their one-pot 

polymerization.[13] Only few examples in the literature focus on thermoresponsive bilayer fibrous 

structures. Li et al. have used electrospinning to produce fibrous bilayer system by sequential spinning 

of polymer solution of thermoplastic polyurethane and crosslinkable poly(NIPAAm),[29] while Meiling et 

al. have reported bilayer fibers by co-flowing aqueous solutions of sodium alginate of which one 

contained poly(NIPAAm) and graphene oxide in the presence of an outer aqueous fluid of calcium 

chloride.[30]  

Herein, we report the microfluidic preparation of actuators based on tunable thermoresponsive Janus 

fibers. Microfluidic spinning using a side-by-side capillary-based device offers the possibility to control 

various features of the fibers including their diameter,[31] their morphology (Janus and Hecate),[32] but 

also the composition of the fibers as they can be produced from pre-existing polymers or by 

photopolymerization of monomers during the fiber process. These Janus fibers were produced to afford 

fibers with one part being thermoresponsive starting from a monomer known to form polymers 

exhibiting a LCST-type behavior, and the second one non-thermoresponsive as depicted in Fig. 1. The 

reversible thermoresponsive behavior was investigated to determine the effect of the (co)monomers 

used (Fig. 2) in each part of the Janus fiber and their potential as thermoactuators.  

 



Fig. 1. Production of thermoresponsive Janus fibers: a) schematics of the side-by-side capillary-based microfluidic 
device, and images of the fibers by b) numerical and c) scanning electron microscopies. Scale bars = 100 μm. 

 

Fig. 2. Structure of the monomers used in this work. 

 

2. RESULTS AND DISCUSSION 

2.1. Preparation of Janus fibers comprising one thermoresponsive phase (EG3A/EEA/EG6DA 50/50/2) 

The thermoresponsive Janus fibers were prepared using a side-by-side capillary-based microfluidic 

system[32] with three phases: i) a first core phase that will produce the thermoresponsive part of the 

Janus fiber (Φc1), ii) a second core phase leading to the non-thermoresponsive one (Φc2), and iii) the 

sheath phase (Φs). Φc1 was a ternary monomer system, composed of tri(ethylene glycol) acrylate (EG3A), 

2-ethoxyethyl acrylate (EEA), and poly(ethylene glycol) diacrylate with a number-average molecular 

weight of 400 gmol-1 (EG6DA) to promote crosslinking, in the presence of Irgacure 369 (3 w/v%) used as 
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photoinitiator in ethanol (20 v% relative to EG3A and EEA). Φc2 consisted of EG6DA (60 v/v%) in the 

presence of Irgacure 369 (3 w/v%) in ethanol (40 v/v%), while Φs was poly(ethylene glycol) with a 

number-average molecular weight of 300 gmol-1 (PEG 300). The molar ratio in comonomers in Φc1 was 

fixed to 50/50 for EG3A /EEA in the presence of 2 mol% of EG6DA. Φc1 and Φc2 were polymerized upon 

UV irradiations at 365 nm in the microfluidic system under flow. The fiber had an average diameter of 

60 μm as determined by numerical microscopy and were homogeneous all along the fiber.  

The reversible thermoresponsive behavior was observed by immersing one fiber hold at one of its 

extremities in a thermoregulated water bath (Fig. 3). The fiber was fully extended around 18 °C, while 

the fiber started coiling below 16 °C and above 20 °C. The coiling phenomenon became more 

pronounced by further decreasing or increasing the temperature respectively from their transition 

temperatures. According to the literature, poly(EG3A) exhibits a clearing point upon heating (TCL,h) at 70 

°C,[21] which could not be compared to the Janus fibers prepared without using EEA. Indeed, it was 

impossible to work with this open water bath system at the elevated temperature required for this 

measurement due the high Brownian motion observed.  



 

Fig. 3. Images illustrating the coiling and uncoiling phenomena of thermoresponsive Janus fibers 
(thermoresponsive part: EG3A/EEA 50/50 with 2 mol% of EG6DA, non-thermoresponsive part: EG6DA) upon heating 
and cooling cycles. The setup consisted in a water-filled jacked vessel connected to a circulating thermoregulated 
bath with a thermocouple immersed for temperature recording. The corresponding video is available as 
supplementary material (the speed of the video was accelerated by 30x). 

2.2. Identification of the parameters responsible of the dual behavior observed 

Poly(oligo ethylene glycol acrylate)s have been widely investigated for their LCST-type behavior in 

aqueous solution and UCST-type behavior in alcoholic solution.[21, 33] The Janus fibers prepared 
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without using EG3A did not show any thermoresponsive behavior confirming that this behavior was 

attributed to EG3A. However, the low value of the transition temperature observed was imputed to the 

presence of EEA repeat units as suggested by the work of Mueller showing a decrease of the transition 

temperature of poly(N,N-dimethyl acrylamide) with the increase of the content in EEA.[34] 

However, the UCST-type behavior of PEG-based homopolymers in pure water is rarely reported. Saeki et 

al. have investigated the phase separation behavior of PEG in water under saturated vapor pressure 

exhibiting a loop-type diagram with LCST and UCST as low as 99 and 216 °C respectively. These values 

depended on the molecular weight of the PEG used, while the gap between the LCST and UCST was 

narrower when decreasing the molecular weight of the PEG chains.[35] Hammouda et al. have 

demonstrated an UCST-type behavior of PEG above the boiling point of water by small-angle neutron 

scattering under pressurized conditions.[36] The groups of Wu[37] and Tam[38] have reported an 

aggregation process induced by the temperature for oligo(ethylene glycol) methacrylate copolymers 

involving in the formation of loose aggregates followed by a reorganization of the polymer chains 

leading to more densely packed aggregates. Usually, UCST and LCST-type behaviors are observed by 

copolymerization of PEG-based monomers with monomers known to exhibit an UCST-type behavior 

especially in alcoholic solutions.[39-41] Control experiments were thus conducted to identify the source 

of this dual thermoresponsive behavior. The contribution of the Janus morphology of the fiber on the 

thermoresponsive behavior was investigated by preparing fibers composed solely of the 

thermoresponsive part using a similar microfluidic system with solely two phases (Φc1 and Φs). The 

thermoresponsive behavior was observed, but was less noticeable especially the positive VPT response 

as compared to the Janus one. This suggests that the presence of the non-thermoresponsive part of the 

Janus may restrict the free rearrangement of the polymer chains in the thermoresponsive part during 

the transition. It is likely due to the interface with the non-thermoresponsive part of the fiber which 

induced a more pronounced bending of the fiber.  

To discriminate between the nature of the polymer and the potential role of the fiber morphology, 

polymer hydrogel strips were prepared by photopolymerization of EG3A, EEA, and EG6DA in the 

presence of Irgacure 369 in ethanol by solution casting on a horizontal balanced surface under UV 

irradiations at 365 nm. The thermoresponsive behavior of this hydrogel in water was investigated by 

turbidimetry at 540 nm by placing a polymer strip (250 mg) in pure water (2 mL) and conducting a 

heating and cooling cycle between 8 and 50 °C using a temperature ramp of 1 °Cmin-1. The polymer 

exhibited both negative and positive VPT behaviors and the cloud (TCP) and clearing (TCL) points (“h” and 

“c” indicates if the transition temperature is recorded upon heating or cooling respectively) were 



determined at the inflexion point[42] on the heating and cooling curves as TCP,h = 21 °C, TCL,h = 19 °C, TCP,c 

= 16 °C, and TCL,c = 19 °C (Fig. 4). The values were close to those determined for the Janus fiber.  

Furthermore, Janus fibers prepared using NIPAAm and EG6DA in the feed of the thermoresponsive part 

exhibited also the dual thermoresponsive behavior (Fig. S1) indicating that this dual thermoresponsive 

phenomenon was not specific to polymers based on EG3 and EEA in the presence of EG6DA. Overall, 

these results indicated that the dual behavior was not related to the fiber nature and monomer 

composition in the thermoresponsive part of the fiber. 

 

Fig. 4. Turbidity curves for polymer strips prepared from EG3A/EEA (50/50 mol%) with 2 mol% of EG6DA in water 

upon heating () and cooling (). 

 

Hydrogel strips were produced using four different photoinitiators (Fig. 5a) and turbidity measurements 

(Fig. 5b) were performed on them (the differences in transmission intensity and shape observed were 

mainly due to the inconsistencies in thickness of the hydrogel and the shape of the hydrogel (strip) 

leading to heterogeneity of the sample in the cuvette and thus in the spectroscopy measurement). Two 

trends were noticeable: the hydrogels obtained from photoinitiators having a morpholino group 

exhibited the dual thermoresponsive behavior, while the other ones showed only the expected negative 

VPT behavior. These results seemed to suggest that the morpholino groups may be potentially involved 

in some self-assembly mechanisms leading to the uncoiling transition observed at low temperature 

upon heating. 

 

 



 

Fig. 5. Effect of the initiator used on the thermal behavior of poly(EGDA) hydrogels prepared from EG3A/EEA 
(50/50 mol%) : a) Structure of the photoinitiators used and b) turbidity curves upon heating/cooling for Irgacure 
369 (), Genocure PMP (), Irgacure 184 (+), and Irgacure 2959 (). 

 

EG3A and EEA were also photopolymerized without the crosslinker EG6DA. The polymer dissolved in 

water at a concentration of 5 µLmL-1 was characterized similarly by turbidimetry. Solely the LCST-type 

behavior was observed (Fig. 6). The presence of the positive VPT behavior in water for the crosslinked 

fiber could be driven by the crosslinked points. Another possibility could be that the non-crosslinked 

polymer had an UCST-type behavior out of the temperature range considered here. Xia et al. have 

previously reported hydrogels based on poly(oligo(ethylene glycol) methacrylate-co-2-(2-

methoxyethoxy)ethyl methacrylate) in the presence of clay acting as physical crosslinker displaying both 

negative and positive VPT behaviors.[43] However, when the clay was replaced by MBA as covalent 

crosslinker the authors solely observed the negative VPT behavior. For our system, when EG6DA was 

replaced by MBA both transition temperature leading to coiling (TC) or uncoiling (TU) were still observed 

with TU,h = 35 °C and TC,h = 36 °C upon heating (TU,c = 34 °C and TC,c = 33 °C upon cooling) for the polymer 



strips obtained. Altogether, we presume that this unexpected dual behavior could be attributed to the 

structure of the photoinitiator inducing the phase transition behavior observed at low temperature by 

self-assembly that was enhanced through hindrance imposed by the non-thermoresponsive part of the 

Janus fibers and the crosslinking points in its thermoresponsive part. 

 

Fig. 6. Turbidity curves for polymer solutions prepared from EG3A/EEA (50/50 mol%) without crosslinker (EG6DA) 
in water upon heating () and cooling (). 

 

2.3. Effect of the comonomers in the feed forming the thermoresponsive part of the Janus fibers 

The comonomer ratio EG3A/EEA was varied from 30/70 to 70/30 while maintaining all other parameters 

constant and identical to the previous experiments. Upon heating and cooling, the uncoiling and coiling 

points were recorded and plotted against the content in EG3A used in the EG3A/EEA comonomer feed 

(Fig. S2a). The temperature of both transitions increased with the content in EG3A ranging from 12 to 30 

°C for the coiling transition upon heating. No significant difference was observed for the value of the 

transition temperatures upon heating and cooling, while the uncoiling and coiling transitions were 

almost systematically having a miscibility gap of 3-4 °C. To widen the range of thermoresponsive Janus 

fibers accessible through this approach and thus adapt to the requirement of the targeted applications, 

EG3A was replaced by poly(ethylene glycol) methyl ether acrylate (EG9A) in the comonomer feed. By 

varying the EG9A/EEA comonomer feed from 10/90 to 30/70, the same tendency was observed with 

transition temperature ranging from 18 to 50 °C for the VPT upon heating (Fig. S2b). The changes 

observed for the transition temperatures were caused by the hydrophilic/hydrophobic contributions of 

the comonomers in the copolymer,[43, 44] where EEA provided more hydrophobicity and oligo(ethylene 

glycol) acrylates more hydrophilicity.[21] The increase in EG9A or EG3A contents in the copolymer led 



thus to higher transition temperatures due to the increased hydrophilic nature of the copolymer and a 

linear correlation between the transition temperature observed and the content in ethylene glycol units 

from EG9A or EG3A (Fig. 7). 

 

Fig. 7. Effect of the content in ethylene glycol (EG) in the copolymer constituting the thermoresponsive part of 
Janus fibers on the transition temperature upon heating for the systems EEA/EG9A (circles) and EEA/EG3A 
(triangles). The filled green symbols correspond to the uncoiling points (TU,h) and the open grey symbols to the 
coiling transition (TC,h). 

 

2.4. Effect of the crosslinker used in the thermoresponsive part of the Janus fiber 

The effect of crosslinker concentration was investigated by varying EG6DA from 0 to 16 mol% relative to 

EG3A that was used as sole monomer in the feed of the thermoresponsive part of the Janus fibers. The 

values of transition temperatures decreased linearly with the increased content in crosslinker (Fig. 8) 

that could be attributed to the lower swelling capacity of the hydrogel. The same trend was observed 

when replacing EG6DA by EG3DA and crosslinker concentration between 0 and 30 mol% with a steeper 

slope attributed to its lower hydrophilicity as reported previously.[45] The hydrophilicity/hydrophobicity 

nature of the crosslinker was further studied by selecting diacrylate with various numbers of ethylene 

glycol units (EG10DA, EG9DA, EG3DA, and EG2DA), but also diacrylate bearing hydrophobic units such as 

tri(propylene glycol) diacrylate (TPGDA) and 1,6-hexanediol diacrylate (HDA).[46] The higher the number 

of ethylene glycol units per diacrylate crosslinker (and thus the hydrophilicity), the higher the values of 

the transition temperatures (Table 1). This statement was consistent with the trend observed for the 

comonomers used in the feed. The use of hydrophobic diacrylate crosslinkers (TPGDA and HDA) led to 

even lower transition temperatures with a larger miscibility gap of 10 °C as compared to what was 

observed previously (3-4 °C).  



 

Fig. 8. Effect of the crosslinker (EG6DA, green circles or EG3DA, grey triangle) concentration on the uncoiling (filled 
symbols) and coiling (open symbols) transition temperature. 

 

Table 1. Effect of the nature of the diacrylate crosslinker on the transition temperatures (thermoresponsive part: 
88/12 EG3A/diacrylate crosslinker; non-thermoresponsive part: EG6DA) 

diacrylate crosslinker TU,h 
(°C) 

 TC,h 

(°C) 
 TU,c 

(°C) 
 TC,c 

(°C) 

EG10DA 48  52  51  47 

EG9DA 42  48  47  40 

EG3DA 37  39  39  36 

EG2DA 37  41  40  35 

TPGDA 11  21  16  6 

HDA 7  17  17  6 

 

Crosslinkers with three acrylate groups, i.e. pentaerythritol triacrylate (PETA) and trimethylolpropane 

propoxylate triacrylate with a number-average molecular weight of 644 gmol-1 (TPTA), were substituted 

to the diacrylate crosslinker to evaluate the influence of the functionality of the crosslinker on the 

transition temperatures (Table 2). PETA was investigated using the same concentration in crosslinker (12 

mol% in triacrylate) and in acrylate groups (8 mol% in triacrylate), while these concentrations could not 

be used for TPTA as the transition temperatures were not measurable since below water freezing point 

leading to the production of fibers with lower concentration in triacrylates (2 and 4 mol%). Considering 

TPGDA and TPTA being the respective diacrylate and triacrylate crosslinkers having the closest chemical 

structure, the data indicated that the higher functionality of TPTA led to a shift of the transition 

temperature of lower values due to the more densely crosslinked network. The increase in crosslinker 

concentration led to a significant decrease in the value of the transition temperatures for TPTA as 



expected, but surprisingly for PETA the inverse tendency was observed. The miscibility gap for the 

triacrylates was slightly higher (15 °C on average) than the one observed when using the hydrophobic 

diacrylate (TPGDA and HDA).      

Table 2. Triacrylate crosslinkers and their effects on the transition temperatures upon heating and cooling 
(thermoresponsive part: EG3A/triacrylate crosslinker; non-thermoresponsive part: EG6DA) 

Triacrylate crosslinker 
(Content in feed, mol%) 

TU,h 

(°C) 
TC,h 

(°C) 
TU,c 

(°C) 
TC,c 

(°C) 

PETA (12) 62 - 
a
 -

a
 58 

PETA (8) 39 52 50 37 

TPTA (4) -
b
 11 5 -

b
 

TPTA (2) 33 49 44 28 
a
 not determined as expected to be above 78 °C, temperature at which Brownian motion was too intense and the 

fiber was not properly suspended in water; 
b
 not determined as expected to be below 0 °C (water freezing point) 

 

2.5. Effect of the non-thermoresponsive part of the Janus fiber 

Fibers were prepared solely from EG6DA, but also NOA89 (a photocurable prepolymer) and triethylene 

glycol diacrylate (TPGDA), to confirm their non-thermoresponsiveness (Fig. S3). Janus fibers were then 

produced by changing the nature of the non-thermoresponsive part of the Janus fibers considering 

TPGDA and NOA89 while the thermoresponsive part was obtained from 70/30 EG3A/EEA. The uncoiling-

coiling phenomenon was observed in all cases investigated here without significant impact of the nature 

of the non-thermoresponsive part of the Janus fibers on the transition temperature (Fig. 9).  This feature 

should provide flexibility to design the Janus fibers according to the needs by controlling the 

thermoresponsive behavior through the composition of one part of the Janus fiber and the mechanical 

properties through the other one as previously demonstrated.[32] 



 

Fig. 9. Coiling behavior of Janus fibers produced with different non-thermoresponsive feeds (thermoresponsive 
part prepared with 70/30 EG3A/EEA) and their transition temperatures upon heating and cooling reported in the 
embedded table. The pictures were taken when the water bath was thermostated at 48 °C (when the fibers have 
reached the most compact coiled stage). 

 

2.6. Thermoactuation 

The potential of these Janus fibers as thermally-triggered actuators was first evaluated by performing 

four heating-cooling cycles on a single Janus fiber of 25/75 EG9A/EEA (Fig. 10a). For each cycle, well-

defined coiling and uncoiling of the fiber was observed with minimal changes in the values of the 

transition temperatures revealing the repeatability of their actuation. The slight differences were 

attributed to the difficulty to determine exactly the temperature at which the coiling/uncoiling 

phenomenon starts. The actuation ability of the thermoresponsive Janus fibers was further 

demonstrated by suspending a weight of 30 mg on a single fiber in the thermoregulated water bath 

heated from 15 to 60 °C and taking pictures of the setup below TU,h (17 °C), between TU,h and TC,h (35 °C), 

and above TC,h (58 °C). The uncoiling transition (from 17 to 35 °C) led to an extension of the fiber of 0.5 

cm, while the coiling transition (from 35 to 58 °C) showed a contraction of 2.5 cm (Fig. 10b).  



 

Fig. 10. Thermoactuation of the Janus fibers: (a) repeatability over four heating-cooling cycles (thermoresponsive 
part: 25/75 EG9A/EEA with 2 mol% of EG6DA; non-thermoresponsive part: EG6DA) and (b) displacement of a small 
weight upon heating (thermoresponsive part: 20/80 EG9A/EEA with 2 mol% of EG6DA; non-thermoresponsive part: 
EG6DA). 
 

3. CONCLUSION 

In summary, thermoresponsive Janus hydrogel fibers were successfully prepared by 

photopolymerization of monomers using a side-by-side capillary-based microfluidic device. These fibers 

exhibited coiling and uncoiling phenomena upon heating and cooling with two temperature transitions 

that could be tuned thanks to the composition of the thermoresponsive part of the Janus fibers. The 

coiling phenomenon upon heating was due to the nature of the thermoresponsive polymer exhibiting a 

negative VPT behavior, while the uncoiling could be attributed to the nature of the photoinitiator that 

could lead to some self-assembly driven by the morpholino groups at lower temperature. The coiling 

and uncoiling phenomena were emphasized by restrictions due to the nature of the crosslinker used and 

the non-thermoresponsive part of the Janus fibers, while offering the access to materials with different 



mechanical properties. The preliminary evaluation of these fibers as thermoactuators is very promising 

and pave the way to the development of easily tunable polymer-based fibrous thermoactuators. 

 

4. EXPERIMENTAL 

4.1. Materials 

Poly(ethylene glycol) methyl ether acrylate with a number-average molecular weight of 480 g.mol-1 

(EG9A, Sigma Aldrich), methoxy triethylene glycol methyl ether acrylate (EG3A, >95.0%, TCI), 2-

ethoxyethyl acrylate (EEA, 98.0%, Sigma Aldrich), tri(propylene glycol) diacrylate (TPGDA, Sartomer SR 

306), poly(ethylene glycol) diacrylate with a number-average molecular weight of 575 gmol-1 (EG10DA, 

Sigma Aldrich), poly(ethylene glycol) diacrylate with a number-average molecular weight of 400 gmol-1 

(EG6DA, Polysciences), poly(ethylene glycol) diacrylate with a number-average molecular weight of 250 

gmol-1 (EG3DA, Sigma Aldrich), di(ethylene glycol) diacrylate (EG2DA, 75%, Sigma Aldrich), N-isopropyl 

acrylamide (NIPAAm, > 98%, stabilized with MEHQ, TCI), 1,6-hexanediol diacrylate (HDA, 99.0%, Alfa 

Aesar), pentaerythritol triacrylate (PETA, Sigma Aldrich), trimethylolpropane propoxylate triacrylate 

(TPTA, Mn = 644 gmol-1, Sigma Aldrich), NOA 89 (photopolymerizable precursor, Norland), ethanol 

(99.9%, Carlo Erba), Irgacure 369 (Ciba), Irgacure 2959 (TCI), Irgacure184 (Ciba), Genocure PMP (Rahn 

AG), PEG 300 (Sigma Aldrich) were used as received.  

4.2. Characterizations 

Microscopy. The overall diameter of the microfibers was measured using a numerical microscope 

(Keyence, VHX-J100T) with variable resolution ranging from 100 to 1000x. Scanning electron microscopy 

(SEM) images were obtained on a Hitachi SU 8010 Ultra High-Resolution FE-SEM microscope at 1.0 kV. 

The fibers placed on the sample holder were held with carbon tape (Agar Scientific).  

Thermoresponsive behavior. The thermoresponsive behavior was visually investigated by observing the 

fibers, attached at one of their extremities to a fixed needle and freely suspended into a water-filled 

double-jacket glass vessel connected to a circulating thermoregulated bath (Fig. S1). The change of 

conformation of the fiber upon heating and cooling between 8 and 55 °C, exhibiting coiling and uncoiling 

according to the temperature of the water bath was captured using a webcam. The coiling (TC) and 

uncoiling (TU) points were carefully estimated using a thermocouple immersed in the water bath by 

recording the transition when it starts to change from coiled to straight or straight to coiled respectively 

(h and c will be added in subscript to TC and TU if the phenomenon is observed during the heating and 

cooling step respectively).  



UV-VIS spectrophotometry. The turbidity experiments were conducted on a UV-visible-NIR Varian Cary 

5000 spectrophotometer equipped with temperature controller (±0.1 °C) at 550 nm using a heating and 

cooling rate of 1 °Cmin-1.   

4.3. Preparation of thermoresponsive Janus fibers 

The side-by-side capillary-based microfluidic system previously reported[31] was used to prepare the 

thermoresponsive Janus fibers. Thermoresponsive Janus fibers, in which one part consisted of 

thermoresponsive polymer and the other one of non-thermoresponsive polymer, were produced using 

two core phases and one sheath phase (Φsheath). Core phase 1 (Φc1, thermoresponsive phase) consisted 

of EG9A, EEA, EG6DA, and Irgacure 369 in ethanol. Core phase 2 (Φc2, non-thermoresponsive phase) was 

composed of EG6DA (60 v/v%) and Irgacure 369 (3 w/v%) in ethanol (40 v/v%). The core phases were 

injected at specific flow rates at the first T-junction thanks to syringes pumps (PHD 2000, Harvard 

Apparatus) through capillary 1 and capillary 2 (internal diameter = 50 µm, outer diameter = 150 µm) 

which were arranged side-by-side. Both Φc1 and Φc2 exited at the tip of their respective capillary and got 

in contact to each other as well as with the sheath phase which was introduced with a second T-junction 

and another syringe pump. The flow rates of Φc1, Φc2, and sheath phase was Qc1 = 4 µL/min, Qc2 = 2 

µL/min, Qsheath = 550 µL/min respectively. Both core phases spontaneously formed two parallel streams 

of monomers due to shear and elongational force imposed by the flowing sheath fluid. Further down to 

the capillaries’ tip, the monomers streams were photo-polymerized while moving in a PTFE tubing using 

an UV lamp operating at a wavelength of 365 nm (Lighting cure LC 8, Hamamatsu). The polymerized 

microfibers were collected into a water bath, washed with water and ethanol to remove the PEG sheath 

phase present at the surface of the fibers, and dried under ambient air overnight to remove any traces 

of water and ethanol. 

4.4. Control photopolymerization  

The hydrogel strips were prepared by mixing EG3A and EEA in 50/50 mol% to which EG6DA (2 mol%) was 

added along with Irgacure 369 (3 w/v%). The homogenous mixture was poured on a glass slide placed 

on leveled surface in a closed dark box having an inlet for the probe of UV lamp. The surface was 

exposed to UV irradiations for the duration of time (0.6 min) as for the fiber systems. The hydrogel strips 

were removed from the surface and washed with water and ethanol. The strips were inserted in the 

quartz cuvette to perform the turbidimetry measurement.  

For non-crosslinked system, the solution of EG3A/EEA (50/50 mol%) and Irgacure 369 (3 w/v%) was 

prepared in a vial without adding the diacrylate crosslinkers and the vial was irradiated under UV in the 

dark box for the same duration of time.  
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