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Abstract

The composition dependence of ferrite growth kinetics in Fe-C-X ternary
alloyed steels, where X=Ni, Mn, Mo, Cr, Si, was investigated using a high-
throughput approach. Compositionally graded samples were subjected to in
situ time- and space-resolved X-ray di�raction during intercritical annealing.
To this end, di�usion couples were created between a binary Fe-C and di�erent
Fe-C-X alloys, using hot uniaxial compression and high temperature di�usion
treatments. In-situ high-energy X-ray di�raction experiments were performed
to collect ferrite growth kinetics along the composition gradient of the di�usion
couples. A large dataset describing the austenite-to-ferrite phase transformation
kinetics was generated using a very limited number of experiments. This
dataset of unprecedented size was compared to the kinetics predicted by
the classical local-equilibrium (LE) and para-equilibrium (PE) models as
well as a modi�ed version of the three-jump solute drag (SD) model, which
accounts for the di�erent interactions between the elements present at the
austenite/ferrite interface. The comparison showed that both LE and PE
models fail to capture the e�ect of both composition and temperature on the
kinetics of ferrite growth for the di�erent Fe-C-X systems. The SD model
calculations matched experimental transformation kinetics at all investigated
temperatures and over almost all the investigated composition ranges of Si,
Cr, Mn, Ni, and Mo.
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methodology, Ferrite growth kinetics, Solute drag

1. Introduction

Low-alloy steels are a broad family of materials encompassing alloys
critical to numerous industrial �elds, including energy and transport, which
are of particular relevance in the current environmental context. Further
enhancing their properties is necessary to reach higher performance in those
applications. This can be achieved by adding controlled amounts of speci�c
alloying elements and tailoring the processing route accordingly. These parameters
determine the obtained microstructure, which imparts the material its �nal
properties [1, 2, 3]. Knowledge of how the composition/thermomechanical
schedule couple controls phase transformations, including their kinetics, is a
prerequisite to the optimal design and processing of low-alloy steel grades.
Among all phase transformations in steels, the austenite-to-ferrite transformation
is probably that of widest application and correspondingly has been the
object of a very large research interest [1, 4, 5].

Under industrial conditions, the austenite-to-ferrite transformation occurs
with negligible redistribution of the slow-di�using substitutional elements
(e.g. Al, Si, Cr, Mn, Ni, Mo. . . ) [1, 6, 7, 8, 9, 10]. Modeling the kinetics
of this transformation mode is of great interest due to the crucial role of the
transformation in achieving the properties of many modern grades. Simple
models such as paraequilibrium (PE) or local equilibrium with negligible
partitioning (LENP) were proven to diverge from experimental �ndings for
many temperature/composition combinations [4, 6, 7, 9, 10, 11, 12, 13, 14,
15]. More elaborate models showed greater success in matching experimental
observations but usually require more input parameters than the already
available thermodynamic data of the bulk phases,such as the mixed mode
models [16, 17, 18, 19] and the solute drag (SD) models. The later models
account for the energy dissipation originating from the interaction of the
substitutional solute with the moving interface [20, 21, 22, 23, 24, 25]. Quantifying
this dissipation requires a comprehensive description of the interface thermodynamics.
Both Cahn [20] and Hillert [21] proposed a solute drag based approach to
describe phase transformations kinetics. Di�erent solute drag based numerical
models were developed to describe the austenite-to-ferrite growth kinetics.
One should note here that these models are relevant only for cases where
carbon is the main controlling mechanism for ferrite growth and energy
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dissipation related to the intrinsic mobility of the interface can be neglected.
The solute drag models [10, 24, 26, 27] require the input of two main �tting
parameters, namely the binding energy (Eb), which represents the interaction
between the solute element and iron at the interface and the trans-interface
di�usion coe�cient of the solute element. Moreover, the mutual interactions
between the co-existing solute elements as well as their interaction with
carbon can a�ect the segregation tendency (and thus the binding energy)
of solute elements. Recently, the three-jump SD model, originally proposed
by Zurob et al. [26], was adapted to account for the di�erent interactions
between the existing elements at the interface, and to take into account the
high amount of carbon segregated at the transformation interface, which was
measured experimentally in several studies. The model predictions showed
good agreement with ferrite precipitation kinetics in several Fe-C-X ternary
alloys [28]. In this new version of the SD model, only the Fe-X interaction
parameter at the interface was used as a �tting parameter. Assessing the
dependency on composition and temperature of these interaction parameters
requires laborious experimental work. Such investigations were conducted by
Qiu et al. [29, 30] and Zurob et al. [26] using decarburization experiments for
di�erent Fe-C-X systems (X :Mn, Ni, Cr, Mo, Si and Co), and lately using
precipitation experiments [28] for di�erent Fe-C-X (X : Ni, Mn, Cr and Mo)
alloys. Results showed that experimental data for several compositions and
temperatures can be described with constant interaction parameters with the
three-jump SD model. Despite this extensive work, the experimental data
available covers only a few alloy compositions and temperatures, which makes
it di�cult to assess the robustness of the modelling strategy and consequently
its applicability outside the tested conditions. As such, it remains sub optimal
to extract the interfacial thermodynamic information required by SD models
and to assess the robustness of such models outside the few compositions
where the model has been �tted to experimental data. Additionally, little
quantitative data exists in the industrially relevant conditions of ferrite precipitation,
since most quantitative work has been carried out during decarburization
experiments where the interface velocity is much slower [29, 31, 32, 33, 34, 35].

Historically, the e�ect of composition on phase transformations has been
assessed by processing and characterizing discrete sets of alloys, which, due
to the time-consuming and resource intensive nature of the task, were usually
quite restricted. High throughput experimental techniques represent a solution
to rapidly explore a large set of parameters and accelerate materials development
[36, 37, 38, 39, 40, 41]. Compositionally graded alloys have been used to
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investigate the composition-dependence of microstructures [42, 43, 44, 45,
31, 46, 47]. X-Ray di�raction provides several attractive features for high-
throughput screening such as in situ monitoring of microstructural evolution
and space resolved characterization, well suited to couple with compositionally
graded alloys [42, 43, 48, 49]. In a recent paper, we have reported a complete
combinatorial methodology that allows mapping the austenite-to-ferrite transformation
kinetics as a function of composition in steels [50]. This technique consists
in performing in situ, time- and space-resolved synchrotron X-ray di�raction
measurements on compositionally graded specimens.

In the present work, this combinatorial methodology was applied for high
throughput mapping of ferrite growth kinetics in ternary Fe-C-X systems,
where X stands for the substitutional species Ni, Mn, Mo, Cr, Si, aiming at
obtaining an unprecedentedly comprehensive dataset of ferrite precipitation
kinetics in a broad alloy composition range. These experimental results are
then used to compare with PE, LENP and three-jump SD model calculations.
The obtained results will also allow identifying if constant physical parameters
of the SD models are capable of describing the compositional dependency of
ferrite precipitation kinetics.

2. Experimental procedure

2.1. Materials

The initial composition of as received samples used to make the graded
materials is shown in table 1. These samples were cast at ArcelorMittal,
Maizières-les-Metz, France, hot rolled and homogenized at 1200 °C for 18h.

Table 1: Chemical compositions (wt. %) of the di�erent alloys used to make di�usion
couples, realized by Spark-OES method.
Composition %wt C Si Mn Mo Cr Ni Al Other alloying elements

Fe-C 0.27 0.024 0.004 <0.002 <0.002 <0.002 0.003 <0.002
Fe-C-Ni 0.29 0.03 0.005 <0.002 <0.002 1.07 0.004 <0.002
Fe-C-Mn 0.28 0.03 0.98 <0.002 <0.002 <0.002 0.003 <0.002
Fe-C-Mo 0.27 0.02 0.004 0.21 <0.002 <0.002 0.004 <0.002
Fe-C-Cr 0.28 0.028 0.005 <0.002 0.96 <0.002 0.003 <0.002
Fe-C-Si 0.27 1.2 0.004 <0.002 <0.002 <0.002 0.006 <0.002

Using the base compositions listed in table 1, blocks of the binary Fe-C
alloy were joined to a matching block of each ternary Fe-C-X alloy to create
di�usion couples containing a composition gradient of substitutional element
X.
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2.2. Fabrication of di�usion couples

The fabrication method for the compositionally graded samples is detailed
in [50]. It can be summarized as follows :

1. Creating solid-state bonds between di�erent alloys using uniaxial hot
compression.

2. Generating compositional gradients at high temperature by di�usion
process in a decarburization atmosphere.

3. Re-introducing the desired carbon content using a carburizing treatment.
4. Grain size re�nement using cyclic austenitization/quenching treatments

and cold rolling.

The composition pro�les across the di�usion couples were characterized
using electron probe micro-analysis (EPMA). Measurements were carried out
using a CAMECA SX50 electron microprobe with an accelerating voltage of
15 kV and a probe current of 900 nA. To have a good measurement accuracy,
carbon standards with di�erent carbon contents were used to calibrate the
C Kα intensity as a function of carbon content. A linear relationship was
assumed between carbon content and the measured intensity [51, 47, 50].

2.3. High energy X-ray di�raction experiments

Ferrite fraction evolution was measured using high energy X-ray di�raction
technique. Measurements were carried at the beamline P21.1 in PETRA III
at DESY synchrotron in Hamburg (Germany). A high energy beam of 82
keV (λ = 0.1512 Å) was used to work in transmission mode. The beam size
of 1 x 0.08 mm2 was chosen to maximize the number of di�racting grains as
well as to obtain a good spatial resolution. Debye Sherrer rings were collected
using a 2D detector ( VAREX 4343CT) placed at 1 m of the sample with an
acquisition rate of 10 Hz [50].

Samples with a cylindrical shape (30 mm length and 3 mm diameter)
were machined from the di�usion couples. Heat treatments were achieved in
a lamp furnace as that allows rotating the samples during heat treatments
and thus increasing the number of grains in the di�racted volume [52, 50].
The temperature gradient along the di�usion couples was estimated for each
sample [50]. This thermal gradient was taken into account in phase transformation
modeling. Samples were translated along the composition gradient using
a vertical motor with a maximum speed of 1 mm.s−1 to collect di�raction
patterns at di�erent compositions.Di�raction patterns were recorded continuously
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during the heat treatments. Considering the present con�guration, di�raction
patterns were recorded every 6 to 22 s (depending on the gradient length and
the analyzed position) for each composition along the gradient.

The heat treated di�usion couples were austenitized at 910 °C (or 980
°C for Si containing di�usion couples) for 30 s, quenched to an inter-critical
temperature (730, 750 or 775 °C) and held at this temperature for 15 min
before being quenched to room temperature. In the results provided further
below, only the ferrite growth kinetics data corresponding to the isothermal
hold is shown for clarity. The collected Debye Sherrer rings were integrated
to 1D di�raction patterns using pyFAI [53]. Rietveld's re�nement (using
FullProf [54]) was used to analyze the integrated patterns and extract the
volume fractions of austenite and ferrite. For small fractions (<5%), an
integration method was used to calculate ferrite and austenite fractions as
described in Appendix A.

3. Phase transformation modeling

Three models were compared to experimental measured ferrite growth
kinetics : LE, PE and a new version of the `three-jump solute drag (SD)'
model [28]. Local equilibrium (LE) and para-equilibrium (PE) models were
carried using TCFE9 and MOB2 databases of the ThermoCalc software [55].
TThe adopted geometry of both the parent austenite and the nucleated
ferrite can have an e�ect on the calculated kinetics as shown in [56, 19].
In the current study, ferrite was assumed to nucleate on the surface of a
spherical austenite grain and grow by di�usion into the spherical grain. The
parent austenite grain size was estimated using optical microscopy and used
as input parameter for modeling. The e�ect of nucleation on the overall
transformation was neglected in the present study. Nucleation was assumed
to be complete at the very early stages of the transformation. This was
supported by the optical micrographs of interrupted transformation after
30 seconds at 750 °C (Figure S1 in the supplementary material), showing
that ferrite nucleates on the whole austenite grain boundary suggesting site
saturation.

Solute drag calculations were carried using a modi�ed version of the three-
jump model proposed by Zurob et al. [26]. The details of this modi�ed
model are described in [28]. The 'three jump' model assumes that during
the austenite-to-ferrite transformation, the substitutional elements di�use
through a thick discrete interface using three jumps characterized by their
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di�usion coe�cients. The �rst jump uses the di�usion coe�cient in ferrite
(Dα), the third one uses that in austenite ( Dγ) and the second one uses
the geometrical average of Dα and Dγ [26]. The most important parameter
in the model is the interaction parameter between substitutional element
X (a substitutional element) and Fe at the interface, which describes its
segregation at the interface. This parameter is expressed using the LFe,X:V a;0

interaction parameter in the ThermoCalc database. In the present version
of the model, only this parameter was used as a �tting parameter. For
simplicity, this parameter will be referred to as the Fe-X interaction parameter.
Note that this parameter can be related to the binding energy as explained in
[28]. Here both the interaction parameter Fe-X and its corresponding binding
energy will be indicated. The binding energy can also be derived from solute
segregation measurements using APT technique, and can be estimated from
the enrichment factor (Kmax) using equation 1 [20], where xX,max and xX,0

are the maximal X segregation at the interface and the bulk content. ∆E
is the half di�erence between chemical potentials of element X in austenite
and ferrite. E0 is here called the e�ective binding energy as it expresses the
segregation energy of the element in the presence of all other elements such
as carbon in the present case.

Kmax =
xX,max

xX,0

= exp(
E0 −∆E

RT
) (1)

One objective of this study is to investigate the dependency of the �tting
parameter (Fe-X) on composition and temperature. In our earlier report
[28], the present version of the SD model was used to calculate ferrite growth
kinetics in di�erent Fe-C-X systems (X :Mn, Ni, Mo and Cr) with constant
compositions and at di�erent temperatures. The Fe-X interaction parameters
that provided the best description of the experimental data can be found in
Table 7 of ref [28]. In the present contribution, these �tting parameters will
be used as a starting test for the SD modeling of the di�erent Fe-X-C graded
alloys, with the objective to test the robustness of the model and to assess
the sensitivity of the Fe-X interaction parameter to composition.

4. Results

The studied di�usion couples are summarized in table 2 as well as the
austenitization temperature and the isothermal holding temperatures. Figure
S2 in supplementary material shows an example of the obtained composition
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Table 2: Summary of the investigated di�usion couples with their austenitization and
isothermal holding temperatures. The measured composition gradient lengths as well as
the carbon content, the temperature and the grain size measured along the gradient are
indicated.

Di�usion
couple

Tγ Tiso
Gradient

length (mm)
Carbon

content (wt. %)
Temperature

gradient (°C/mm)
Grain

size (µm) [±10]

Fe-C/Fe-C-Ni 910°C
730°C
750°C
775°C

6 0.22 1.6 50

Fe-C/Fe-C-Mn 910°C
730°C
750°C

3 0.22 3.3
50 @ 730°C
70 @ 750°C

Fe-C/Fe-C-Si 980°C
730°C
750°C
775°C

11 0.18 - 0.24 0.55 20 - 30

Fe-C/Fe-C-Mo 910°C
730°C
750°C
780°C

1.5 0.5 2
40 @ 730°C - 750°C
65 @ 780°C

Fe-C/Fe-C-Cr 910°C 750°C 6.5 0.2 - 0.22 1.5 55

pro�les, measured using electron probe micro-analysis, in a di�usion couple
created between Fe-C and Fe-C-1Ni alloys. As it can be seen from Fig.S2 in
supplementary material, the generated nickel concentration varies from 0 %
to 1 % along of 6 mm. The exact length of the composition gradient di�ers
from couple to couple depending on the di�using element, but the order
of magnitude remains the a few mm. Table 2 summarizes the composition
gradient length for each di�usion couple. A constant carbon content of 0.22
% was measured across the nickel di�usion couple. One should note that for
some di�usion couples, a gradient of carbon content was recorded along the X
element gradient (e.g. for the Fe-C/Fe-C-Si di�usion couple). This gradient
was taken into account for modeling. The other important parameters for
the modeling are the initial grain size and the exact temperature. These
parameters are shown in table 2 as well.

4.1. Fe-C-Ni system

The measured ferrite fraction evolution as a function of time and nickel
content, at 730 °C, 750 °C and 775 °C are shown in �gure 1-a, -b and -c. The
results for 730 °C (Fig. 1-a and 2-a) were already shown in our previous report
[50]. These results are shown here for comparing with other temperatures.
Given the 80 µm beam size in the direction of the composition gradient,
each curve shown in �gure 1 corresponds to a given nickel content with a
maximum of nickel composition variation of 0.018 %. Results show a decrease
of ferrite growth kinetics as well as the ferrite fraction reached at the plateau
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with increasing nickel content and increasing temperature. The present
example illustrates the e�ciency of the present combinatorial methodology
to provide extensive databases using a limited number of experiments (one
sample per temperature).The e�ect of nickel on ferrite growth kinetics is
more pronounced at higher temperature. This e�ect is illustrated in Fig.
1-d, which compares the ferrite fraction reached at the end of the isothermal
holding for the three temperatures as a function of nickel composition. The
�nal fraction decreases with increasing nickel content and increasing temperature.

Figure 1: Ferrite fraction measured using HEXRD as a function of time and nickel
composition along the Fe-C-Ni di�usion couple during isothermal hold at : a) 730◦C
(reproduced with permission from [50]), b) 750◦C and c) 775◦C. (Heatmaps showing the
same data in a 2D plot are presented in �gure S3 of the supplymentary materials). d)
Ferrite fractions from HEXRD experiments along the gradient of the Fe-C-Ni di�usion
couple at the end of the isothermal hold (15 min) at 730◦C (black circles), 750◦C (blue
circles) and 775◦C (red circles).

The recorded �nal ferrite fractions using HEXRD will be now compared
with the ones obtained using LE, PE and SD calculations. The isothermal
sections of the Fe-C-Ni phase diagram at 730◦C, 750◦C and 775◦C, calculated
using the TCFE9 database of ThermoCalc are illustrated in Fig.S4 in supplementary

9



material, showing the possible growth modes along the composition range
of the di�usion couple. At the three temperatures, the whole composition
gradient is located below the zero partition line where both LENP and PE
are theoretically possible transformation modes. At 775◦C, the 1%Ni side of
the gradient is at the limit of the zero partition line.
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Figure 2: Comparison between the ferrite fractions measured after 900 s (open circles) and
the predictions of paraequilibrium (triangles), local equilibrium with negligible partitioning
(�lled circles) and solute drag (crosses) models as a function of nickel content at : a) 730◦C
(reproduced with permission from [50]), b) 750◦C and c) 775◦C

First, the ferrite fractions reached at the end of the isothermal hold are
compared with the predicted values using the di�erent models as function
of nickel composition as illustrated in �gure 2-a, b and c at 730◦C, 750◦C
and 775◦C, respectively. For the three temperatures, PE fails to predict the
�nal fraction evolution as function of nickel content. The gap between the
measurements and the predicted �nal fraction increases with nickel content
and temperature. A better but not perfect agreement is obtained between
the measured fractions and the calculated ones using the LE model. At
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730◦C and 750◦C, the LE model successfully predicts the measured �nal
fractions up to 0.6 % Ni. At 775◦C, the divergence between the model
predictions and measurements starts at 0.4 % Ni. A very good agreement
was obtained between the experimental measured �nal ferrite fractions and
the predictions of solute drag modeling at the two temperatures 730◦C and
750◦C. It has to be emphasized that the same Fe-Ni interaction parameter
was used to model ferrite growth kinetics over the whole nickel composition
range for both temperatures, this value being slightly adjusted between
the two temperatures (-11.7 kJ.mol−1 and -11.8 kJ.mol−1 at 730◦C and
750◦C, respectively). The calculated binding energy under para-equilibrium
conditions was -6.5 kJ.mol−1 for the whole gradient of nickel composition
and at the two temperatures 730◦C and 750◦C. At 775◦C, good agreement
was obtained between experiments and the predictions of solute drag model
up to 0.7%.wt nickel content using the same binding energy -6.5 kJ.mol−1,
corresponding to a Fe-Ni interaction parameter of -11.9 kJ.mol−1. At higher
nickel contents, the calculated ferrite fractions are slightly higher than the
measured ones.

In a second step, the full experimental kinetics obtained by HEXRD has
been compared to those calculated using the LE, PE and SD models. Figure 3
presents a map of ferrite fraction as function of time and nickel content, which
gives an overall picture of the ferrite growth kinetics, as obtained by HEXRD
at 730◦C and by calculation using the di�erent models. It is clear from these
heat maps that both PE and LE fail to predict the experimental kinetics
dependency on nickel content. The divergence between the measured kinetics
and the calculated ones is more noticeable at high nickel contents. Overall,
solute-drag-based calculations succeeded to describe the measured ferrite
growth kinetics better than both PE and LE over the entire investigated
composition range.

More quantitatively, the model predictions and experimental results can
be compared for a given nickel composition and temperature as shown in
�gure 4 for two chosen nickel compositions (0.5Ni and 1Ni) at di�erent
temperatures. In all cases, the PE predicted kinetics are faster than the
measured ones. The LE predicted kinetics are faster than the measured
ones at 730◦C and 775◦C for both compositions. At 750◦C, the predicted
kinetics using the LE model is in good agreement with the measurements at
low nickel compositions (0.5%) but faster than the measured kinetics at high
nickel contents (1%). Results from SD calculations show a better agreement
with experimental observations than both PE and LENP in all considered
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Figure 3: Heat maps illustrating ferrite volume fraction evolution as a function of time
and nickel composition at 730◦C, either as measured using high-energy X-ray di�raction
measurements (Exp.) or as modeled using solute drag (SD) calculations, paraequilibrium
(PE) and local equilibrium negligible partitioning (LENP) models.

conditions. One can however notice that the SD predicted kinetics are faster
than the measured ones at 730°C.

4.2. Fe-C-Mn system

The evolution of the measured ferrite fraction at 730◦C and 750◦C are
shown in �gure 5. The isothermal sections of the Fe-C-Mn phase diagrams
at 730◦C and 750◦C are shown in Fig.S6 in supplementary material. At
both temperatures, the studied composition range is located below the zero
partition line where both LENP and PE are possible growth modes.

Figure 6 compares the measured �nal ferrite fractions reached at the
plateau (at the end of the isothermal holding i.e. after 15 min) with the
predicted values using the di�erent models as function of manganese composition
at 730◦C and 750◦C, respectively. For both temperatures, the PE model fails
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Figure 4: HEXRD-measured ferrite growth kinetics for di�erent compositions of the Fe-
C-Ni di�usion couple during the isothermal holding for the two compositions : Fe-0.22C-
0.5Ni (%wt.) at : a) 735◦C, b) 755◦C and c) 780◦C. and Fe-0.22C-1Ni (%wt.) at : d)
730◦C, e) 750◦C and f) 775◦C. The calculated kinetics using paraequilibrium (PE), local
equilibrium negligible partitioning (LENP) and solute drag (SD) models are shown for
the di�erent compositions. The di�erence in data resolution between the di�erent plots
is due to the di�erence in time resolution of each composition along the di�usion couple.
The temperature di�erence between the 0.5Ni and 1Ni is attributed to the temperature
gradient along the di�usion couple.

to predict the measured ferrite fraction when manganese content increases.
The discrepancy between the predicted PE fraction and the measured one
increases with increasing manganese content and with temperature. On the
other hand, the LE model describes well the �nal ferrite fraction formed at
750◦C for the whole composition range and up to 0.6% for the 730◦C case.
At higher manganese contents, the LE predicted �nal ferrite fraction is lower
than the measured value (5% lower at 0.9wt% of Mn). The SD succeeded in
predicting the ferrite fractions reached at the end of the isothermal holding
for the whole range of manganese composition and at both temperatures (Fig.
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a)

730°C

Figure 5: HEXRD-measured ferrite fraction evolution as a function of time and manganese
composition along the Fe-C-Mn di�usion couple during the isothermal holding at a) 730◦C
and b) 750◦C. (Heatmaps showing the same data in a 2D plot are presented in �gure S5
of the supplymentary materials)
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Figure 6: Comparison between the measured �nal ferrite fractions (open circles) and the
predictions of paraequilibrium (PE) (triangles), LE (�lled dots) and solute drag (crosses)
models as function of manganese content at : a) 730◦C and b) 750◦C.

6). The Fe-Mn interaction parameter used for solute drag modeling was -1.4
kJ.mol−1 at 730◦C and -1.7 kJ.mol−1 at 750◦C corresponding to a binding
energy calculated at the para-equilibrium conditions of +1.5 kJ.mol−1 for
both temperatures.

The measured ferrite growth kinetics using HEXRD experiments are
compared with the predictions of the di�erent models for a series of compositions
in �gure 7. The kinetics predicted by PE are faster than the experimental
ones in all conditions. Figure 7 shows that the LE mode successfully describes
the measured growth kinetics at 750◦C. A small deviation is noticed for high
manganese contents at 730◦C. The comparison between the measured growth
kinetics and the calculated ones using PE and LE models indicates that the
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Figure 7: Experimental ferrite growth kinetics measured using HEXRD experiments for
di�erent compositions of the Fe-C-Mn di�usion couple during the isothermal holding for
the three compositions: Fe-0.22C-03Mn (%wt.) at : a) 736◦C and b) 756◦C. Fe-0.22C-
0.6Mn (%wt.) at : c) 733◦C and d) 753◦C. Fe-0.22C-0.8Mn (%wt.) at : e) 731◦C and
f) 751◦C. The calculated kinetics using paraequilibrium (PE), local equilibrium negligible
partitioning (LENP) and solute drag (SD) models are shown for the di�erent compositions.

interfacial conditions during austenite to ferrite phase transformation in the
Fe-C-Mn system could be described using the LENP model, at least under
the studied conditions ( 0 to 0.9 %Mn at 730◦C and 750◦C). The solute
drag calculations show also a good agreement between the predicted ferrite
growth kinetics and the measured ones using HEXRD as shown in �gure
7. One should mention here that, at 750°C, the calculated kinetics using
the LE model are in better agreement with the experimental measurements
compared to those calculated using the SD model.

4.3. Fe-C-Si system

The measured ferrite fraction as a function of time and silicon composition
is plotted in �gure 8 for the three temperatures 730◦C, 750◦C and 775◦C.
Results show that ferrite growth kinetics as well as the reached �nal fraction
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at the plateau increase with increasing silicon content. It has to be mentioned
here that this variation of the �nal fraction is in�uenced by the important
carbon gradient as measured using EPMA (Fig. S7 in supplementary material)
as well as the temperature gradient.

Figure 8: Evolution of ferrite fraction measured using HEXRD as a function of time and
silicon composition along the Fe-C-Si di�usion couple during the isothermal holding at
: a) 730◦C b) 750◦C and c) 775◦C. (Heatmaps showing the same data in a 2D plot are
presented in �gure S8 of the supplymentary materials)

The isothermal sections of the Fe-C-Si phase diagram are illustrated in
�gure S9 in supplementary material showing the studied gradient of silicon
composition at the three temperatures. For all the studied composition and
temperature conditions, both PE and LENP are possible growth modes.

The comparison between the predicted �nal fractions using LE, PE and
SD models and the obtained results using HEXRD experiments is shown in
�gure 9. For the three temperatures, the �nal ferrite fraction is overestimated
by both PE and LE models and the gap between measurements and model
predictions becomes larger with increasing silicon content and increasing
temperature. The measured �nal fractions are in good agreement with the
solute drag results at the three temperatures and for the whole studied
composition range. Table 3 summarizes the Fe-Si interaction parameters
at the interface that gave the best agreement of the experimental results as
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Figure 9: Comparison between the measured �nal ferrite fractions (open circles) and
the predictions of paraequilibrium (PE) (triangles), local equilibrium with negligible
partitioning (�lled dots) and solute drag (crosses) models as function of silicon content at:
a) 730◦C, b) 750◦C and c) 775◦C

well as the calculated binding energies (Eb) of silicon under para-equilibrium
conditions. Unlike the previous studied systems systems, the Fe-Si interaction
parameter shows a dependency on temperature. At each temperature, the
same �tting parameter was used for the whole range of silicon composition
(0-1.2 %). The magnitude of the Fe-Si interaction parameters and the
corresponding binding energies decrease with increasing temperature.

Figure 10 compares the measured ferrite growth kinetics and the modeled
ones, for two silicon compositions (0.5Si and 1Si (wt.%)) at the three temperatures
730◦C, 750◦C and 775◦C. The ferrite growth kinetics as well as the �nal
fractions predicted using both LE and PE models are quite similar. For all
the shown composition and temperature conditions, the measured kinetics
are slower than both PE and LE calculations, indicating di�erent interfacial
conditions from both classical models during ferrite growth in the Fe-C-Si
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Table 3: The Fe-Si interaction parameter LFe,Si:V a and the corresponding binding energies
(calculated under para-equilibrium conditions) used in the solute drag modeling at the
three di�erent temperatures.

T(◦C)
LFe,Si:V a

(kJ.mol−1)
Eb (kJ.mol−1)

730 -105.5 -20
750 -100 -15
775 -96 -12
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Figure 10: Experimental ferrite growth kinetics measured using HEXRD experiments in
the Fe-C-Si di�usion couple during the isothermal holding for the two compositions : Fe-
0.21C-0.5Si (%wt.) at : a) 733◦C, b) 753◦C and c) 778◦C. and Fe-0.19C-1Si (%wt.) at
: d) 730◦C, e) 750◦C and f) 775◦C. The calculated kinetics using paraequilibrium (PE),
local equilibrium negligible partitioning (LENP) and solute drag (SD) models are shown
for the di�erent compositions.

system. Moreover, the results contradicts the assumption of a transition
between PE and LE conditions during the transformation since the measured
kinetics is slower than both PE and LE predicted ones. On the other hand,
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the solute drag predicted kinetics are in good agreement with the measured
ones for all the considered conditions as shown in �gure 10.

4.4. Fe-C-Mo system

Figure 11 illustrates ferrite fraction evolution as function of molybdenum
content during the isothermal holding for the three temperatures 730◦C,
750◦C and 780◦C, respectively.

Figure 11: Evolution of ferrite fraction measured using HEXRD as a function of time
and molybdenum composition along the Fe-C-Mo di�usion couple during the isothermal
holding at : a) 730◦C b) 750◦C and c) 780◦C. (Heatmaps showing the same data in a 2D
plot are presented in �gure S10 of the supplymentary materials)

The isothermal sections of the Fe-C-Mo phase diagrams are shown in
Fig.S11 in supplementary material illustrating the studied composition gradient.
For the three temperatures, both LENP and PE are possible growth modes.
Moreover, under the considered conditions (composition and temperatures)
the equilibrium tie-lines are almost horizontal (as shown by green lines in
�gure S11 in supplementary material) and thus coincide with the para-
equilibrium tie-lines. Consequently, the predicted kinetics using LE (LENP)
or PE should be similar.
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Figure 12: Comparison between the measured �nal ferrite fractions (open circles) and the
predictions of paraequilibrium (triangles), local equilibrium with negligible partitioning
(�lled dots) and solute drag (crosses) models as function of molybdenum content at 730◦C
(black), 750◦C (blue) and 780◦C (red).

Figure 12 compares the �nal fractions reached at the end of the isothermal
holding with the predicted values using LE, PE and SD models as a function
of molybdenum composition and temperature. It is interesting to note that
the experimentally measured �nal fractions are approximately constant across
the molybdenum composition gradient. This could also be impacted by the
small temperature gradient along the samples (∼3◦C). For the three studied
temperatures, the predicted LE/PE �nal fraction is slightly higher than
the measured one and the di�erence increases with increasing molybdenum
content and with decreasing temperature. The SD predicted �nal fractions
are in good agreement with the experimental ones. The measured kinetics are
compared with the LE/PE predicted ones for two molybdenum compositions
(0.08% and 0.2% wt.) at di�erent temperatures in �gures 13-a to 13-f. Again,
the solute drag model gave the best description of both the �nal fractions
and the ferrite kinetics over the whole range of molybdenum compositions
and at the three temperatures.

The Fe-Mo interaction parameters that gave the best �t of the experimental
data were, -7.2 kJ.mol−1, -7.5 kJ.mol−1 and -8 kJ.mol−1 at 730◦C, 750◦C and
780◦C, respectively. The same Fe-Mo interaction parameter was used for the
whole range of composition at each temperature. Using these parameters, the
corresponding binding energy calculated under para-equilibrium conditions
was -15 kJ.mol−1 for the three temperatures and for all molybdenum compositions.
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Figure 13: Experimental ferrite growth kinetics measured using HEXRD experiments in
the Fe-C-Mo di�usion couple during the isothermal hold for the two compositions : Fe-
0.25C-0.08Mo (%wt.) at : a) 733◦C, b) 753◦C and c) 779◦C. and Fe-0.25C-0.2Mo (%wt.)
at : d) 732◦C, e) 7522◦C and f) 778◦C. The calculated kinetics using paraequilibrium
(PE), local equilibrium negligible partitioning (LENP) and solute drag (SD) models are
shown for the di�erent compositions.

4.5. Fe-C-Cr system

Figure 14-a shows the measured ferrite growth kinetics as a function of
time and chromium content during the isothermal holding at 750◦C. Figure
14-b shows the evolution of the ferrite fraction reached at the end of the
isothermal holding as a function of chromium composition, measured using
HEXRD as well as the predicted ones using PE, LE and SD models.

As shown by the isothermal section of the Fe-C-Cr phase diagram at
750◦C presented in Fig.S13 in supplementary material, both LENP and
PE are possible growth modes for the studied gradient of chromium. The
predicted LE �nal fractions are in good agreement with the measured ones. A
small deviation is observed between the measurements and the LE predictions
at chromium contents higher than 0.6%. The measured ferrite fractions at
the end of the isothermal holding are in good agreement with those predicted
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Figure 14: a) Evolution of ferrite fraction measured using HEXRD as a function of time
and chromium composition along the Fe-C-Cr di�usion couple during the isothermal
hold at 750◦C. (Heatmaps showing the same data in a 2D plot are presented in �gure
S12 of the supplymentary materials). b) Comparison between the measured �nal ferrite
fractions (open circles) and the predictions of paraequilibrium (triangles), local equilibrium
with negligible partitioning (�lled dots) and solute drag (crosses) models as function of
chromium content at 750◦C.

by the SD model. The best �t was obtained using a Fe-Cr interaction
parameter + 5.3 kJ.mol−1 corresponding to a binding energy calculated at
para-equilibrium conditions of + 1.5 kJ.mol−1.

Ferrite fraction evolution as function of time during the isothermal holding
is shown in �gure 15 for four di�erent compositions. The measured kinetics
is slower than both the predicted kinetics using PE and LE models and
the di�erence increases with increasing chromium content. Although the
predicted �nal fractions are in good agreement with the LE predictions, the
growth kinetics are overestimated by the model. This discrepancy between
the predicted PE/LE and the measured kinetics indicates again the presence
of a possible additional energy dissipation due to SD e�ect. A better description
of the measured ferrite growth kinetics was obtained using SD modeling
compared to LE and PE models.

22



 0

 20

 40

 60

 80

 100

FeC02Cr 758°Ca)

HEXRD results
PE

LENP
SD

 0

 20

 40

 60

 80

 100

 0  100  200  300  400  500  600

b) FeC04Cr 756°C

F
e
rr

it
e
 v

o
lu

m
e
 f
ra

c
ti
o
n
 (

%
)

Time (s)

 0

 20

 40

 60

 80

 100

FeC06Cr 754°Cc)

 0  100  200  300  400  500  600

 0

 20

 40

 60

 80

 100

d) FeC08Cr 752°C

Time (s)

Figure 15: Experimental ferrite growth kinetics measured using HEXRD experiments in
the Fe-C-Cr di�usion couple during the isothermal hold for four compositions: a) Fe-
0.20C-0.2Cr (%wt.) at 758◦C, b) Fe-0.21C-0.4Cr (%wt.) at 756◦C, c) Fe-0.21C-0.6Cr
(%wt.) at 754◦C and d) Fe-0.20C-0.8Cr (%wt.) at 752◦C. The calculated kinetics using
paraequilibrium (PE), local equilibrium with negligeable partitioning (LENP) and solute
drag (SD) models are shown for the di�erent compositions.

5. Discussion

The extensive datasets presented above, a�orded by the combinatorial
methodology, enable, for the �rst time, the comparison of experimental ferrite
precipitation kinetics to PE, LENP and SD over broad ranges of conditions in
multiple systems. This comparison showed that ferrite growth kinetics cannot
be described by the PE conditions under any of the studied conditions in most
of the systems, where it systematically gave overestimated transformation
rates. PE also failed to predict the �nal ferrite fractions in any of the
present experimental conditions. Contrary to PE, LENP returned �nal ferrite
fractions that were in reasonable agreement with experimental observations
over the leaner parts of the composition gradients considered here for Cr, Mn,
Ni and Mo. However, even in those favorable cases, LENP overestimated the
transformation rates. For the Fe-C-Ni system, the measured ferrite growth
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kinetics showed slower kinetics than the LE predictions. In addition, LENP
calculations in the Fe-C-Si system showed considerable discrepancy with
experimental observations for all temperatures and silicon content, both in
terms of �nal ferrite fraction or transformation rate. Thus, these observations
demonstrate that LENP is not a generally applicable model for partitionless
ferrite growth either. This can be added as new evidence that the generally
reported agreement between measured kinetics and the LE-predicted ones
in some alloys as for example in the Fe-C-Ni [35, 31, 4] and Fe-C-Mn [26]
systems cannot be generalized over the whole range of composition and
temperature evaluated in the present work. Moreover, in the Fe-C-Si and
Fe-C-Mo systems, the measured kinetics were slower than both LENP and
PE. These results contradict the assumption of a transition from PE to LE
conditions during the transformation [4, 57].

The solute drag model on the other hand was able to closely track the
measured ferrite growth kinetics in the di�erent Fe-C-X systems and over the
whole range of studied conditions, using only one �tting parameter. The used
�tting parameters were the same as used in the earlier study using samples
with constant compositions. It is important to note that for all the studied
system, the Fe-X �tting parameter showed no dependency on composition
(in the studied conditions). However, this parameter seems to be sensitive
to temperature as suggested by the Fe-C-Si system.

The energy dissipated by SD results from the interaction between the
slow-di�using substitutional elements and the moving interface. This e�ect
is illustrated in �gure 16-a showing the evolution of molybdenum content
at the interface (only the second atomic plane of the interface is shown
here) as a function of the interface velocity for the Fe-C-0.2%Mo alloy at
the three temperatures 730◦C,750◦C and 780◦C. At high interface velocities,
the interface inherits a molybdenum content similar to that of the bulk.
As the interface velocity decreases, molybdenum content at the interface
increases due to solute drag e�ect. The maximum segregation is reached
at slow interface velocities (< 1e−10 m.s−1) and its value increases with
decreasing temperature. The resulting dissipated energy is also shown in
Fig. 16-a. The dissipated energy increases with decreasing interface velocity
and goes through a maximum, then decreases with the interface velocity.
The maximum dissipated energy as a function of molybdenum content and
temperature is presented in �gure 16-b showing an increase of the maximum
dissipated energy with increasing molybdenum content and with decreasing
temperature. The e�ect of temperature is more noticeable at high molybdenum
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content.
Hutchinson et al. [35] measured ferrite growth kinetics in Fe-C-Mo alloys

using both precipitation and decarburization experiments. The authors showed
that in both cases, the measured kinetics were slower than the LENP/PE
kinetics. The authors attributed the observed retardation to the solute
drag e�ect and estimated that the SD dissipated energy, as in the present
calculations, increases with decreasing temperature.
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Figure 16: a) Molybdenum atomic fraction at the second atomic plane and the dissipated
free energy due to molybdenum di�usion across the interface as function of the interface
velocity for the Fe-0.25C-0.2Mo (%wt.) at the three temperatures, 730◦C, 750◦C and
780◦C. b) Maximum dissipated energy as a function of molybdenum content for the three
temperatures.

For a better illustration of the segregation behavior of molybdenum as
a function of its bulk composition and temperature, the enrichment factor
(Eq.1) is calculated at low interface velocities (approaching equilibrium conditions)
and plotted in �gure 17-a as a function of molybdenum content and for the
three temperatures. The enrichment factor increases slightly with molybdenum
content. The e�ect of composition is more pronounced at lower temperatures.
On the other hand, the enrichment factor clearly decreases with increasing
temperature.

The evolution of the e�ective binding energy (calculated using Eq.1) as
a fucntion of molybdenum content is plotted in �gure 17-b. Results show
a clear increase of the e�ective binding energy with increasing temperature.
The reported atom probe tomography (APT) measurements conducted by
Van Landeghem et al.[58] on the Fe-0.55C-0.5Mo (wt.%) system showed a
binding energy of -19 kJ.mol−1 at 775◦C, which is close to the calculated
value in the present study (-20.5 kJ.mol−1).
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Figure 17: The enrichment factor Kmax (a) and the corresponding e�ective binding energy
(E0) (b) evolution as a function of molybdenum content for the three temperatures, 730◦C,
750◦C and 780◦C.

Table 4: The enrichment (Kmax) and the corresponding e�ective binding energy (E0)
calculated for the di�erent Fe-C-X systems. The indicated values are mean values
estimated over the gradient of composition. Fe-X (LFe,X:V a) interaction parameters that
gave the best �t of the measured ferrite growth kinetics.

Fe-C-X Fe-C-Ni Fe-C-Mn Fe-C-Si Fe-C-Mo Fe-C-Cr
T(°C) 730 750 775 730 750 730 750 775 730 750 780 750

Kmax
3.5

(± 0.2)
3.5

(± 0.2)
3.5

(± 0.2)
3

(± 0.2)
2.8

(± 0.2)
3.5

(± 1.5)
2.5

(± 0.8)
1.8

(± 0.6)
22

(± 1)
18

(± 1)
13

(± 1)
3.8

(± 0.2)
E0

(kJ.mol−1)
-7.2

(± 0.6)
-7.6

(± 0.6)
-8.2

(± 0.7)
-4.6

(± 0.4)
-4.2

(± 0.5)
-9

(± 3)
-7.5

(± 2.5)
-5.5

(± 1.5)
-23.5
(± 0.7)

-22.5
(± 0.3)

-20.5
(± 0.2)

-11.2
(± 0.5)

LFe,X:V a

(kJ.mol−1)
-11.7 -11.8 -11.9 -1.4 -1.7 -105.5 -100 -96 -7.2 -7.5 -8 +5.3

Using the same procedure, the enrichment factor and the corresponding
e�ective binding energy were calculated for the di�erent Fe-C-X systems
as a function of X composition and at the di�erent studied temperatures.
The evolution of Kmax and E0 as a function of composition are illustrated
in Fig. S14 S15, S16 and S17 in supplementary material for the Fe-C-Ni,
Fe-C-Mn, Fe-C-Si and Fe-C-Cr alloys, respectively. Table 4 summarizes the
average values calculated over the composition range at each temperature.
The enrichment factor of nickel is not much a�ected by temperature or
composition. The dependency of the e�ective binding energy on composition
and temperature is weak, -7.2 (± 0.6) kJ.mol−1 , -7.6 (± 0.6) kJ.mol−1

and -8.2 (±0.7) kJ.mol−1 at 730◦C, 750◦C and 775◦C, respectively. Atom
probe measurements conducted on decarburized Fe-C-Ni alloys showed no
signi�cant Ni segregation at the austenite ferrite interface, contrarily to the
high nickel segregation predicted by the present model (Kmax 3.5)[58]. The
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e�ective binding energy of manganese increases slightly with temperature
and it is not much a�ected by manganese content (in the studied range
between 0 and 0.9%). Danoix et al. [59] assessed the e�ective binding
energy of manganese to be -6 kJ.mol−1 in a Fe-0.12C-2Mn (wt.%) alloy at
680◦C. This value is comparable with the calculated one for the Fe-C-1%Mn
at 730◦C in the present study, i.e. -5 kJ.mol−1. On the other hand, the
e�ective binding energy of silicon shows a clear dependency on temperature
and silicon content. One should note that this behavior is probably enhanced
by the e�ect of the carbon gradient across the graded sample. Finally, the
calculated e�ective binding energy for the chromium at 750◦C is -11.2 (±
0.5) kJ.mol−1.

The e�ective binding energy calculated from the enrichment factor using
Eq.1 is a�ected by other segregated elements, especially by the presence
of carbon in the present case. To decorrelate the e�ect of carbon on the
segregation energy of the di�erent elements, the intrinsic segregation energy
(∆G0) was estimated using Guttmann's approach as explained in [28]. Results
are plotted in Fig.18 along with the e�ective binding energies for the same
X elements. Due to the repulsive interaction between nickel and carbon, the
intrinsic segregation energy of this element is lower than its e�ective one.
The calculated value is lower than the reported ones in the literature (-3
(± 3) kJ.mol−1) at ferrite grain boundaries [60] and at the lower limit of
the reported ones (> -7 kJ.mol−1) at austenite grain boundaries [61]. For
manganese, calculations show that this element segregates at the interface
mainly due to the presence of carbon. This agrees with the experimental
observations of Van Landeghem et al. [62]. The authors reported that
manganese showed no segregation at the γ/α interface in the absence of
carbon. The intrinsic segregation of manganese (-1.95 (± 0.1) kJ.mol−1

) is higher than the reported theoretical values for manganese segregation
at austenitic grain boundaries (-8 (± 3) kJ.mol−1) [61] or at ferrite grain
boundaries (-5.5 kJ.mol−1) [60].

Unlike manganeses, the segregation of silicon is diminished by the presence
of carbon at the interface due to their repulsive interaction. The calculated
intrinsic segregation energies of silicon are in good agreement with the reported
values for austenite grain boundaries, -23 (± 6 kJ.mol−1) but lower than the
reported ones for ferrite grain boundaries (-7 kJ.mol−1). For molybdenum,
the presence of carbon at the interface enhances its segregation as shown in
Fig.18 The intrinsic segregation energy of molybdenum is estimated to -14.5
kJ.mol−1 which is good agreement with the reported value in austenitic grain
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boundaries (-15 +/-3 kJ.mol−1) [61]. Finally, chromium segregation at the
interface is mainly due to the presence of carbon and its intrinsic segregation
energy is estimated to -1.9 kJ.mol−1 at 750 °C. This value is higher than
the reported values at austenite grain boundaries( -10 kJ.mol−1 [61] ) and
comparable to the reported ones at ferrite grain boundaries (0 kJ.mol−1 [60]).
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Figure 18: The e�ective binding energy E0 (�lled) and the intrinsic segregation energy∆G0

(open) for the d�erent elements calculated at the three temperatures, 730°C (squares),
750°C (circles) and 775°C (triangles).

6. Conclusion

The e�ect of substitutional element contents on ferrite growth kinetics in
ternary Fe-C-X systems (where X : Ni, Mn, Si, Mo, Cr) has been determined
at di�erent temperatures using a high-throughput, combinatorial methodology.
The large dataset obtained in this study highlights the critical contribution
of using HEXRD technique coupled with compositionally graded materials
in accelerating the investigation of ferrite growth kinetics in ternary Fe-C-
X systems. The obtained results were compared with the predictions of
the PE and LE models as well as a modi�ed version of the hree-jump SD
model. For all the studied Fe-C-X systems, the PE model failed to predict
the measured ferrite growth kinetics. Moreover, it was shown that the LE
model cannot be used to fully describe ferrite growth kinetics for the whole
substitutional composition gradient in the Fe-C-Ni and Fe-C-Mn systems,
where it is generally reported that the LE model can be considered as a
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natural state of ferrite precipitation [30]. It was also shown that, even in
cases where the LE model predicted well the �nal ferrite fractions, it failed to
describe the ferrite transformation kinetics. Additionally, the transformation
rates observed in Fe-C-Mo and Fe-C-Si were consistently below both of those
calculated using either PE or LENP, thus rejecting the hypothesis that the
transformation proceeds with a transition from one mode to the other.

The SD model was also used to predict ferrite growth kinetics as a
function of the solute content and temperature. The only �tting parameter
was the Fe-X interaction parameter at the interface. Results from the SD
model showed very good agreement between the measured ferrite growth
kinetics and the calculated ones. For all the studied systems, the used Fe-X
interaction parameters were independent from the X composition but showed
a dependency on temperature as summarized in table 4. The calculated
enrichment factors and the e�ective binding energies were in good agreement
with the reported ones in literature, except for the Fe-C-Ni system, where the
calculated segregations are higher than the experimentally measured ones.
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Appendix A. Numerical evaluation of low volume fractions

The low volume fractions (<5%) observed in the early stages of the heat
treatments are not well estimated using Rietveld re�nement. In these cases,
ferrite and austenite volume fractions were calculated by integrating the area
of isolated peaks for both phases. The chosen peaks are (200), (211) and
(321) for FCC-austenite and (200), (211) and (211) for BCC-ferrite. The
background was estimated using a linear interpolation between the peak tails.
The volume fraction of ferrite fα was estimated using equation :
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fα =

1
N

∑N
i=1

(
Iα,i

Rα,i

)
1
N

∑N
i=1

(
Iα,i

Rα,i

)
+ 1

M

∑M
i=1

(
Iγ,i
Rγ,i

) (A.1)

where (Iγ, i) and (Iα, i) are the integrated intensities for austenite and
ferrite, respectively. N and M are ferrite and austenite re�ection numbers,
respectively. The index i refers to the h k l refection of interest. Rγ,i and
Rα,i are normalization factors for the austenite and ferrite peak intensities,
respectively, extracted from the ICCD �les (international centre for di�raction
data).
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Supplementary material

Figure S1: Micrograph showing microstructure of a Fe-C-Ni sample transformed at 750 °C
for 30s. It can be shown that ferrite is formed along the austenite grain boudaries during
the early stages of the transformation indicating nucleation site saturation.
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Figure S2: Measured composition pro�les using electron probe micro-analysis across Fe-
C/Fe-C-Ni di�usion couple.
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Figure S3: Heat maps illustrating ferrite volume fraction evolution as a function of time
and nickel composition at : a) 730◦C, b) 750◦C and c)775◦C.
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Figure S4: Isothermal sections of the Fe-C-Ni phase diagram at : a) 730◦C, b) 750◦C and
c)775◦C, showing the di�erent growth modes (LEP-LENP and PE) for the composition
range of the Fe-C-Ni di�usion couple (gray circles).

Figure S5: Heat maps illustrating ferrite volume fraction evolution as a function of time
and manganese composition at : a) 730◦C and b) 750◦C.
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Figure S6: Isothermal sections of the Fe-C-Mn phase diagram showing the gradient of
manganese composition of the di�usion couple (gray circles) at : a) 730◦C and b) 750◦C.
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Figure S7: Measured composition pro�les using electron probe micro-analysis across Fe-
C/Fe-C-Si di�usion couple.
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Figure S8: Heat maps illustrating ferrite volume fraction evolution as a function of time
and silicon composition at : a) 730◦C, b) 750◦C and c) 775◦C.
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Figure S9: Isothermal sections of the Fe-C-Si phase diagram showing the gradient of
composition of the di�usion couple Fe-C/Fe-C-Si (gray circles) at : a) 730◦C, b) 750◦C
and c 780◦C.The equilibrium tie-lines of the two phase �eld are shown in green.
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Figure S10: Heat maps illustrating ferrite volume fraction evolution as a function of time
and molybdenum composition at : a) 730◦C, b) 750◦C and c) 780◦C.
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Figure S11: Isothermal sections of the Fe-C-Mo phase diagram showing the gradient of
composition of the di�usion couple (gray circles) at : a) 730◦C, b) 750◦C and c 780◦C. The
equilibrium tie-lines of the two phase �eld shown in green are almost horizontal making the
predicted kinetics using local equilibrium with negligible partitioning and paraequilibrium
identical.
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Figure S12: Heat maps illustrating ferrite volume fraction evolution as a function of time
and chromium composition at 750◦C.
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Figure S13: Isothermal sections of the Fe-C-Cr phase diagram showing the gradient of
composition of the di�usion couple (gray circles) at 730◦C. The equilibrium tie-lines of
the two phase �eld are shown in green.
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Figure S14: The enrichment factor Kmax and the corresponding e�ective binding energy
(E0) evolution as a function of nickel content for the three temperatures, 730◦C, 750◦C
and 775◦C.
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Figure S15: Evolution of the enrichment factor Kmax (a) and the corresponding e�ective
binding energy (E0) (b) as a function of manganese content for the two temperatures,
730◦C and 750◦C.
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Figure S16: a) Enrichment factor Kmax and b)the corresponding e�ective binding energy
(E0) evolution as a function of silicon content for the two temperatures, 730◦C, 750◦C and
775◦C.
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Figure S17: Evolution of the enrichment factor Kmax and the corresponding e�ective
binding energy (E0) as a function of chromium content at 750◦C. The intrinsic segregation
energy of chromium is also shown.
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