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Abstract

In this contribution, the effect of boron doping on the functional and structural prop-
erties of VO2 thin films is investigated. Temperature-dependent measurements were per-
formed on pure and boron-doped (0.5 and 1.3 at.%) VO2 films grown on Al2O3(0001)
by Reactive Pulsed Laser Deposition. Increasing the boron concentration leads to a
noticeable decrease of the transition temperature (by ∼ 12°C), accompanied by a sig-
nificant modification of the hysteresis loop shapes. The phase transition occurs at ca.
73 °C in the undoped film, while it drops down to ca. 60 °C in the film containing
the highest boron amount. The undoped sample exhibits the best resistivity contrast
(about 4 orders of magnitude) with a relatively narrow hysteresis cycle (∼ 6 °C). The
most doped sample has a broad and significantly reduced resistivity contrast (less than 3
orders of magnitude). Raman spectroscopy and high-resolution X-ray diffraction were
performed to elucidate the nature of the involved phases and their structure. A corre-
lation was found between increasing the boron concentration and the formation of two
peculiar in-plane epitaxial relationships; the VO2 films evolving from one to the other.
We also evidenced the presence of the transient M2 phase in the most doped sample.

Keywords:
Boron-doped VO2 films, Epitaxial growth, Metal-to-insulator transition,
Temperature-dependent measurements, X-ray diffraction, Raman spectroscopy.

1. Introduction

Vanadium dioxide in its bulk form exhibits a reversible insulator-metal transition
(IMT) at a critical temperature TIMT of 68°C. The drastic change of the electrical re-
sistivity goes along with a crystallographic phase transformation, changing from the
insulating monoclinic M1 phase below TIMT to the metallic tetragonal R (rutile) phase
beyond. The optical transmittance in the infrared range is also strongly affected, as
VO2 reversibly switches from transparent below TIMT to opaque above it. Based on
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these peculiar optical and electrical thermally-driven changes, many applications are
targeted, such as : thermochromic windows Zhou et al. [1], optical fibers [2] or passive
radiators [3]. For these developments, VO2 films are usually deposited on amorphous
or crystalline substrates. In this latter case, the possible existence of specific epitaxial
relationships between the VO2 film and the substrate provides invaluable opportunities
to tailor the film properties via strain engineering [4].

Chemical doping of VO2 is another strategy to tune its electrical and optical prop-
erties. The objectives of elemental doping are twofold: i) electronic, by increasing a
carrier concentration and ii) structural, by inducing atomic cell distortions. The nature
of the dopant element (size and valence) plays a crucial role [5]. Numerous studies re-
port on the influence of substitutional doping with high-valence metallic cations, such
as W, Re or Mo. Experimental studies related to doping with light elements are instead
very scarce. Actually, introducing such light elements into the VO2 structure is experi-
mentally challenging since they are either too light (as B) or too volatile (as N and C),
which explains why most studies deal with heavier elements. Hydrogenation induces
the formation of the metallic R phase at temperatures much lower compared to pure
VO2, even at room temperature depending on the hydrogen concentration [6, 7, 8]. For
boron-doped VO2, the insulator-metal transition was theoretically investigated by Den-
sity Functional Theory (DFT) calculations [9, 10]. It was demonstrated that the boron
atoms sit in interstitial positions within the VO2 lattice and that a strong decrease of
the transition temperature should be expected. B-doped VO2 samples were obtained in
different forms following various synthesis techniques: boron incorporated by diffusive
doping into nanobeams and nanoparticles [11], thin films doped by ion implantation
[12], nanoparticles obtained by hydrothermal synthesis [13]. Some coworkers in the
present study recently reported on the evolution of the insulator-metal transition of VO2
films doped with low amounts of boron (up to 1.6 at. %) [14]. The B-doped VO2 films
were synthesized by Reactive Pulsed Laser Deposition (RPLD) on Si(100) substrates.
The IMT temperature is drastically reduced due to the boron doping (∼ 31 °C / at. %),
characterized by interstitial atoms in the VO2 lattice. The transition temperature TIMT
even drops down to 17.5 °C for 1.6 at. % of boron. The 4+ valence of the vanadium
atoms is kept, whatever the boron concentration; but the incorporation of boron into
the VO2 lattice tends to stabilize the R phase at much lower temperature compared to
bulk VO2. In the present paper, the effect of the two factors (B doping and epitax-
ial growth) on the functional and structural properties of RPLD-synthesized VO2 films
on Al2O3(0001) is investigated. The temperature-dependent measurements highlight
the evolution of the phases nature and their epitaxial relationships, as a function of the
boron concentration and temperature.
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2. Experimental details

Sample synthesis
Pure and boron-doped VO2 films have been synthesized using PLD on c-oriented

sapphire substrates (Al2O3(0001)) by ablating vanadium and mosaic vanadium/boron
targets [14]. A KrF excimer laser beam (wavelength of 248 nm and pulse duration of
25 ns) was focused on the targets at a repetition rate of 10 Hz. Sapphire substrates
were used due to their lattice parameter that allows the epitaxial growth of VO2 films
(mismatch ∼ +4 %) as well as for their high resistivity, making them appropriate for
resistivity measurements of the deposited films. During deposition, the targets were
placed at a distance of 6.5 cm in front of the substrate, while the laser beam was focused
on the target forming a 1.65 mm2 spot size that results in a laser fluence of 2 J.cm−2 on
target. To improve the uniformity of both target ablation and films thicknesses, the laser
beam was scanned across the target and both substrate and targets were maintained in
a rotating motion during deposition. To achieve well-crystallized and epitaxial films,
the substrate temperature and the background oxygen pressure were kept at 500 °C
and 30 mTorr, respectively. The final film thickness was in the range 80-100 nm. The
boron concentration was determined by X-ray Photoelectron Spectroscopy (XPS), with
an accuracy of ± 0.1 at. %, and boron atoms have been shown to sit in interstitial
positions [14]. Three samples are studied hereafter: pure VO2 and VO2 doped with 0.5
at. % and 1.3 at. % of boron. They are respectively called B0, B05 and B13.

X-ray diffraction
The X-ray diffraction (XRD) experiments were performed with two distinct set-

ups. The room-temperature (RT) specular scans were recorded with a D8 Advance
X-ray diffractometer (Bruker), with Cu Kα1 radiation (λ= 1.54056 Å), in a Bragg-
Brentano θ/2θ geometry, equipped with a Johansson monochromator and a linear
Lynxeye detector. Reciprocal space mapping and temperature-dependent XRD measure-
ments were performed with a high-resolution X-ray diffractometer (SmartLab, Rigaku
Corp.) equipped with a 9 kW rotating Cu anode and a 5-circle goniometer, in a par-
allel beam mode. The oven used for temperature cycles (Anton Paar; accuracy ±1°C)
was capped with a carbon dome, flushed and then swept by a slight nitrogen flux to
avoid sample oxidation. Extrinsic thermal effects were counteracted by systematically
checking the sample surface alignment with respect to the incident X-ray beam and op-
timizing the measured reflections at each temperature. The experimental set-up and the
scan types performed are thoroughly described in a previous paper [15]. Crystalline
phase identification was also done by recording specular θ /2θ scans. In this case, a
2-bounce Ge(220) crystal was used for monochromatization on the Cu Kα1 emission
line. Finally, a specific configuration allows to record the diffraction signal arising from
lattice planes perpendicular to the sample surface. The in-plane epitaxial relationships
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of the VO2 films with respect to the Al2O3(0001) substrate can thus be determined. In
this case, the Ge monochromator was removed to increase the count rate and the grazing
incidence angle was fixed to ∼ 0.3°.

Raman spectroscopy
Unpolarized Raman scattering experiments have been performed in a backscat-

tering geometry with the final stage of a Horiba T64000 spectrometer using a 1800
grooves.mm−1 grating (blazed at 500 nm) and rejecting the Rayleigh line with an edge
dichroic beamsplitter (LP02-514RE-25 RazorEdge, Semrock). This allowed to mea-
sure a relative wavenumber range of 100 to 750 cm−1. The entrance slit was 100 µm-
wide providing a spectral resolution of 0.7 cm−1. The spectrometer was calibrated in
wavenumber by using the 520.6 cm−1 phonon of a Si(100) reference wafer. A contin-
uous argon laser beam (Spectra Physics, λ = 514.5 nm) was focused onto the VO2 film
into a spot of 2 to 4 µm in diameter, using a long-distance lens (Olympus ×50 magnifi-
cation). The laser power was adjusted to 0.25 mW in front of the lens to ensure a good
signal and to avoid any thermal effect that could trigger the insulator-metal transition.
The sample temperature was cycled by using a temperature-controlled stage (Linkam,
THMS 600 controller) in the range 25°C - 85°C. The sample chamber was swept with
argon to avoid a phase transformation towards V2O5 or V6O13, often observed when
VO2 is heated in air [16]. The spectral parameters (wavenumber, half-width at half max-
imum and area) were obtained from the decomposition of each spectrum with several
Lorentzian peaks and a linear background using the Fityk software [17]. The accuracy
on the wavenumber values was estimated to be ± 0.2 cm−1.

Fourier transform infrared spectroscopy
The Fourier transform infrared (FT-IR) spectroscopic measurements were performed

at the CARMALIM platform (IRCER Laboratory, University of Limoges). A Thermo
Fischer Scientific spectrometer (Nicolet 6700), equipped with a specular reflection ac-
cessory (Harrick Scientific ERA 12°), was used. The temperature was cycled using a
Peltier sample stage with a LFI-3751 temperature controller and the reflectivity was col-
lected at a wavelength of 3 µm. The background level was calibrated on a c-oriented
bare sapphire substrate.

3. Results and discussion

3.1. Morphological and electrical properties

The four-point probe resistivity measurements, as well as Scanning Electron Mi-
croscopy (SEM) images of the VO2 films, are shown in Fig. 1. Boron doping clearly
affects the grain morphology: the higher the boron concentration, the smaller the grains.
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Figure 1: (Top) SEM images of the pure and boron-doped VO2 samples. From left to right: undoped
VO2 (B0), doped with 0.5 at. % of B (B05) and 1.3 at. % of B (B13). (Bottom) Electrical resistance as a
function of temperature.
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We observe that the incorporation of boron effectively decreases the transition temper-
ature averaged between heating and cooling cycles. TIMT drops from 72.6 °C (+/- 0.1
°C) for the undoped sample to 62.3 °C and 60.5 °C for the 0.5 at.% and 1.3 at.% boron-
doped samples, respectively. However, increasing the boron concentration in the films
induces a significant decrease of the resistivity contrast (from more than 4 orders of
magnitude to less than 3), as well as a broadening of the hysteresis width (6 °C, 8 °C
and 18 °C for the B0, B05 and B13 samples, respectively). Overall, there is no simple
trend of the electric properties with respect to the B doping in these films.

The evolution of the transition temperature with the amount of boron inserted in the
VO2 lattice might seem surprising as TIMT does not decrease linearly with the increase
of the boron concentration. We also note that the transition temperatures of our samples
are substantially higher than the ones already reported in the literature [11, 13, 14],
except Ufert et al. who do not observe any effect of boron doping on the transition
temperature [12]. Several parameters are known to influence TIMT , such as the synthesis
technique and conditions (impacting among other things the vanadium valence state and
the amount of intrinsic point defects), the existence of strains in the material (induced by
epitaxy or doping) and the eventual addition of a dopant element. In the case of boron
doping, it was recently suggested that thermal and time histories might play a crucial
role as interstitial boron atoms could diffuse in the VO2 lattice, leading to a gradual
modification of both TIMT and resistivity [18] (and references therein).

3.2. Identification of the VO2 phases through the IMT
Temperature-dependent Raman spectroscopy was used to identify the VO2 phases

appearing during the insulator-metal transition. The Raman spectra of the B13 sample
recorded upon heating from 25°C to 80°C are reported in Fig. 2. When increasing the
temperature, we observe a progressive disappearance of the monoclinic phase Raman
signature toward an almost featureless spectrum, revealing the transition to the high
temperature metallic rutile phase. The Raman spectra recorded for the B0 and B05
samples behave qualitatively the same and are therefore not shown.

The VO2 monoclinic M1 (point group: C5
2h) and the rutile R (point group: D14

4h)
phases exhibit very different Raman signals. The M1 phase is characterized by 18
Raman active modes (9 Ag and 9 Bg) [19, 20, 21, 22, 23]; some of which being very
intense such as Ag(1) at 194 cm−1, Ag(2) at 225 cm−1, Ag(3) at 310 cm−1 and Ag(6)
at 620 cm−1. The R phase exhibits broad Raman modes (at 140 cm−1, 450 cm−1, 655
cm−1 and 850 cm−1 for B1g, Eg, A1g and B2g, respectively) [24, 25] that are hardly
measurable because of its metallic nature. The monoclinic M2 phase (point group: C3

2h)
was first examined by Raman spectroscopy in chromium-doped VO2 [26]. This phase is
expected to display as many Raman modes as the M1 phase, but with an upshift of Ag(1)
(to 201 cm−1) and Ag(2) (to 228 cm−1), as well as a downshift of Ag(3) (to 296 cm−1)
[27, 28, 29]. Similar wavenumber shifts were interpreted as an effect of the oxygen
stoichiometry [30]. The establishment of the M2 phase presence is often based only on
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Figure 2: Raman spectra of the B13 sample recorded upon a heating step. The three VO2 Ag modes of
interest for our purpose have been indicated and the main Raman modes of the Al2O3(0001) substrate are
indicated by dashed lines.

the observation of the 640 cm−1 Raman peak [31]. However, this mode is much broader
than the low wavenumber modes and it is located in a wavenumber region where at least
three peaks of the M1 phase are also present. For these reasons, we consider that this
unique criterion is not strong enough to draw an unambiguous conclusion. We believe
that the temperature evolution of the low wavenumber Raman modes of VO2 (which
involve mainly vanadium displacements) is more accurate for studying the appearance
of the transient M2 phase, even though this frequency range is in practice more difficult
to access (spectrometer cut-off generally around 200 cm−1).

The temperature dependence of the integrated total area of the monoclinic Raman
modes (Ag(1) + Ag(2)) is shown in Fig. 3 along with the electrical resistance measured
simultaneously between two tungsten probes inside the Linkam heating stage. The ob-
served hysteresis loops are typical of the first-order insulator-to-metal transition. In the
case of B13, it is interesting to note that the Raman intensity of the (Ag(1) + Ag(2))
modes does not exactly follow the electrical resistance measured concomitantly dur-
ing the heating step, unlike the undoped or weakly doped samples (B0 and B05). The
"excess" in the Raman intensity progressively vanishes while approaching the IMT.

The reflectivity in the mid-infrared region at 3 µm is shown in Fig. 3 (bottom right),
while cycling the samples between RT and 90 °C. The transition from the insulating to
the metallic state is illustrated via the change of the reflecting properties with tempera-
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Figure 3: (a) to (c) Raman doublet area (left vertical scale) and electrical resistance (right vertical scale)
as a function of temperature for different doping concentrations; (d) Reflected intensity at 3 µm as a
function of temperature.

ture. Close to room temperature, the incident beam is poorly reflected by the surface of
the VO2 films which appear to be almost transparent at this specific wavelength and the
pure VO2 sample exhibits a sligthly higher reflectivity. When increasing the tempera-
ture, the films gradually get metallic, leading to an increase of the reflectivity. Whatever
the temperature, the B13 sample is much less reflective than the two other samples.
Qualitatively, the width and amplitude of the hysteresis observed for each sample are
similar to the general trend described by the electrical measurements.

Fig. 4 shows the temperature dependence of the Ag(1, 2, 3) phonon wavenumbers
of the monoclinic M1 phase measured in the B0, B05 and B13 samples, as well as
for a reference bulk VO2 single-crystal. The crystal displays the classical wavenumber
temperature downshift which is the typical behavior expected from anharmonic effect
[32]. In the temperature range explored during our measurements (25 to 85°C), the
wavenumber temperature dependence can be described by a linear function as indicated
by the full black line in Fig. 4. It is worth noticing that the Raman modes of the
Al2O3(0001) substrate measured at 441 and 586 cm−1 through the VO2 films show the
same linear downshift when the temperature increases (not shown).

Up to roughly 10-15°C before the transition to the rutile phase, the three Ag(1,
2, 3) Raman modes measured in the films display the same linear downshift of their
wavenumber. However, when approaching the IMT, the B13 sample differs from the
less doped ones (B0 and B05). We observe that the Ag(1) and Ag(2) Raman modes shift
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Figure 4: From top to bottom : Evolution of the wavenumbers of the Ag(1), Ag(2) and Ag(3) phonons as
a function of temperature, for the three films and a bulk VO2 single-crystal (SC). Full and dashed lines
are guides for the eyes. The M2 phase is evidenced in the case of the B13 sample at ∼ 65°C, through an
upshift of the Ag(1) and Ag(2) phonon wavenumbers.
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in the opposite direction compared to what is expected considering only the tempera-
ture effect. The fact that these two modes shift upwards, whereas the Ag(3) mode shifts
downwards, suggests that the monoclinic M2 phase is present before the transition to
the rutile phase. The appearance of the M2 phase also supports the observation made
earlier in Fig. 3, regarding the gap observed between the Raman intensity and the elec-
trical resistance. The Raman intensity of the (Ag(1) + Ag(2)) modes does not allow to
differentiate the M1 and M2 phases because both exhibit intense Raman signatures in
this energy range. Only the dependence of these two modes on temperature allows to
confirm the presence of the M2 phase. This was already proposed in a previous work
dealing with an undoped VO2 film and involving some of the co-authors of the present
article [15]. This is also well explained by Okimura et al. who observed that the 195
cm−1, 224 cm−1 and 620 cm−1 phonon modes of the M1 phase display a phonon hard-
ening above a given temperature, whereas the corresponding phonon modes of the M2
phase exhibit a standard behavior due to the lattice thermal expansion (see Figure 4 in
Ref. [33]). The convergence of the M1 phase Raman wavenumbers towards the ones of
the M2 phase indicates that the low temperature M1 phase transforms to the rutile one
via a transient structure similar to the M2 phase. The same upshifts of the 195 cm−1,
225 cm−1 and 620 cm−1 phonons were described as a fingerprint of the T-M2 trans-
formation in [100]-oriented single crystalline nanobeams on r-cut sapphire substrates
with temperature [34]. These upshifts were also interpreted as a transformation to a
triclinic cell as a bridge between M1 and M2 monoclinic phases in individual, homoge-
neous VO2 single crystalline microbeams grown on a silicon substrate [35]. The authors
proposed that, regardless the VO2 film strain state, the monoclinic M2 structure is an
ubiquitous phase for the transition to the rutile phase. The M2 phase formed prior to the
IMT was also proposed based on the same wavenumber shifts for VO2 films of different
thicknesses deposited on c-cut sapphire substrates [36]. Using the phenomenological
Landau model, Tselev et al. [37] explained that the M1 and M2 phases are two different
ways to respond to the same instability of the rutile lattice. Consequently, while M1
is the stable lower-symmetry phase of unstrained VO2 in ambient conditions, a small
perturbation can stabilize the M2 phase with respect to the M1 phase or bring the M1,
M2 and R phases to coexist. In our case, it is interesting to notice that the Ag(1) Raman
modes (at 193-195 cm−1) observed for the three samples are positioned at a slightly
higher wavenumber than that of the relaxed bulk VO2 crystal (∼ 192 cm−1); the B13
sample showing the biggest upshift. The Ag(2) Raman mode of B0 and B13 is po-
sitioned at roughly the same wavenumber as in the relaxed VO2 crystal (224 cm−1),
whereas it is positioned at a slightly lower wavenumber for B05. The Ag(3) mode po-
sition (∼ 309 cm−1 at 25 °C) is less affected, when comparing the films and the single
crystal. These wavenumber positions are due to epitaxial strains created in the films.
The Raman modes respect symmetry constraints and can therefore be considered as
a fingerprint of the stress field stored in the films due to in- and out-of-plane strains
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imposed by the substrate.

3.3. Growth and in-plane orientations
The growth orientation of the VO2 films and their epitaxial relationships with re-

spect to the Al2O3(0001) substrate were determined by temperature-dependent X-ray
diffraction at room temperature and by cycling the samples up to 90°C.

3.3.1. Growth orientations
The specular θ /2θ scans recorded at room temperature (Fig. 5) show clear diffrac-

tion peaks from the VO2 films and the (0001)-oriented Al2O3 substrate. The diffraction
peaks of the VO2 films are located at 2θ ∼ 40° and 86°. These positions are associated
to the (020) and (040) reflections of the monoclinic M1 phase, corresponding to [010]-
oriented VO2 films. This conclusion is supported by the measurement of the (220) and
its equivalent reflections, featuring an azimuthal six-fold symmetry (not shown) as a
consequence of three in-plane epitaxial variants from the three equivalent orientations
of VO2 (010) planes with respect to the (0001) Al2O3 basal plane [38] (see also section
3.3.2 below). This growth orientation is often observed for epitaxial VO2 films synthe-
sized on Al2O3(0001) [39, 40, 41, 42, 43], meaning that the V-V zig-zag chains lie in
the surface plane. No additional diffraction peaks are observed indicating that no other
vanadium oxide phases are present at room temperature.
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Figure 5: Specular θ/2θ scans of the three samples at room temperature. Multiple scattering peaks from
the substrate are indicated (MS). Insets are zooms on the films reflections.

The insets of Fig. 5 highlight the difference between sample diffraction peaks: while
B0 and B05 exhibit a similar, single peak shape, B13 reflections have at least two com-
ponents. At ∼ 86°, B0 and B05 behave similarly with temperature, whereas B13 keeps
its multi-component peak shape, even in the high temperature metallic phase (Fig. 6).
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The behavior of these reflections with temperature is nonetheless qualitatively the same:
the Bragg angle shifts towards lower values while heating the samples; an effect mainly
dominated by the occurrence of the insulator-metal transition.

Let’s first discuss the results obtained for the B0 and B05 samples. We know from
Raman spectroscopy that both samples exhibit a typical M1 −→ R transition with heat-
ing. Fitting the (040)M1 reflection (Fig. 5) gives the b unit-cell parameter along the
growth direction: 4.513 Å for B0 and 4.508 Å for B05. These values compare to the
theoretical one for bulk VO2 (4.538 Å), indicating a slight compressive strain along the
growth direction of -0.55% for B0 and -0.66% for B05. These values are consistent
with the ones already reported for films of a similar thickness [44, 45]. Given the trans-
formation relationships between the M1 and the R phases [46], the high-temperature
reflection therefore corresponds to the (400)R of the rutile tetragonal phase.

Figure 7 shows the evolution of the dhkl spacing with increasing temperature of the
(040)M reflection for the three samples. The occurrence of the IMT is clearly visible
on the dhkl values through an increase over the temperature range investigated. Finally,
the (400)R Bragg peak positions were found to be equal to 86° for B0, 86.03° for B05
(1.1294 Å and 1.1291 Å in terms of d spacing). It corresponds to aR lattice parameters of
4.518 and 4.516 Å, respectively, confirming the contraction in the out-of-plane direction
(∼ -0.8% compared to the bulk R phase [47]). Regarding the B13 sample, the (040)M
reflection was fitted with two components, peaking at 85.88° and 86.50° (at RT). Figure
7 therefore shows the evolution with temperature of the two corresponding dhkl spacings.
The occurrence of the IMT is clearly visible through a more drastic increase of the dhkl
in the temperature region of interest.

The existence of a multiple-component peak in the case of the B13 sample would
call for more investigations to be understood. However, we can draw some conclu-
sions and propose hypotheses. First, we dismiss the possibility of an inhomogeneous
introduction of boron in the VO2 lattice leading to a strain gradient in the film thick-
ness. Such inhomogeneous insertion was the case reported by Jia et al. [48] showing
similar diffraction spectra for 100 keV Ne+-implanted VO2 films grown by PLD on
Al2O3(0001). The implantation of Ne+ ions led to an important lattice expansion in the
direction perpendicular to the substrate and even gave rise, for the highest Ne+ fluence,
to a splitted diffraction peak with a component clearly shifted to lower Bragg angles.
This Ne+ concentration gradient in the film thickness induced a two-step insulator-metal
transition, which is not observed in the B13 sample. However, the experiment of Jia et
al. is quite different from ours where boron is incorporated at much smaller energy,
simultaneously with the VO2 growth.

Instead, we raise the hypothesis that the high-angle reflection follows the behavior
of lattice parameter with the boron doping: at room temperature we measured 86.1° for
B0, 86.2° for B05 and then 86.5° for B13. This reflection would be a M1 phase with a
b lattice parameter that decreases with increasing boron concentration. This M1 phase
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Figure 6: (040)M reflection recorded as a function of temperature during a heating step: (a) pure VO2
(B0), (b) 0.5 at. % B-doped sample (B05), (c) 1.3 at. % B-doped sample (B13). The inset for B13
highlights the two components used for fitting the data.
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Figure 7: d spacings calculated from the 2θ positions of the (040)M reflections (heating step). The
temperature-dependent curves of the B13 sample were fitted with two components, therefore leading to
two distinct d spacing values.

would transform into the R phase upon heating.

(400)R (040)M1 (004)M1 (800)M2 (004)M2
2θ (°) 85.15 85.53 85.66 85.47 85.69

dhkl (Å) 1.1385 1.1344 1.1330 1.1351 1.1328

Table 1: Potential reflections between 85.5° and 86.5° and corresponding bulk values for 2θB and dhkl .

Turning to the lower angle reflection, which is more intense, it also has a very inter-
esting behavior with temperature: it exhibits a very strong displacement at the transition,
with an angular shift between room and high temperature about twice as large compared
to B0 and B05 (∼ 0.36° compared to 0.12° and 0.18° for B0 and B05). In fact, this dis-
placement is of the same order than for undoped bulk VO2. This looks like the behavior
of a phase nearly free to expand out of plane, yet somehow oriented by the substrate.
We believe that the situation we observe is more likely the consequence of combined
strain and composition effects. In the 85.5° - 86.5° angular range, several hkl reflections
might appear (see Tab. 1), but we definitely know from our Raman measurements that
the M2 phase is present in the case of the B13 sample. We might thus assume that this
low-angle contribution corresponds to the signature of the M2 phase somehow stabi-
lized by strain effects. Despite the uncertainty remaining on the lower angle reflection
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assignment, two conclusions can be drawn: i) the corresponding interplanar spacings,
dhkl, are systematically smaller than the theoretical ones, indicating a compressive strain
along the out-of-plane direction, and ii) the axis corresponding to the V-V dimer chains
always lie in the film surface plane.

3.3.2. In-plane epitaxial relationships
In a previous work, we reported on two possible in-plane epitaxial relationships

for a [010]M1-oriented VO2 film on Al2O3(0001) [15]. These two structural models
were designated as diagonal and on-axis. The main difference in these two is the in-
plane orientation of the VO2 film, aligning either on the [213̄0]Al2O3 (diagonal) or on
the [101̄0]Al2O3 (on-axis) crystallographic directions of the Al2O3(0001) substrate. This
leads to the following epitaxial relationships (in the rutile cell coordinates):

• for the diagonal model: [011]R ‖ [213̄0]Al2O3 ,

• for the on-axis model: [010]R ‖ [101̄0]Al2O3 and [001]R ‖ [123̄0]Al2O3 .

These models can be disentangled by recording the (200)M1 and (002)M1 in-plane
reflections close to the Al2O3(1120) reflection. In the case of the diagonal model, a
triplet and a doublet are respectively expected for these peculiar reflections, whereas it
will give rise to a doublet and a singlet in the case of the on-axis model. We recorded a
reciprocal space map (RSM) at room temperature for the pure VO2 (B0) and 1.3 at. % B-
doped VO2 (B13) samples (Fig. 8). The presence of a triplet and a doublet points to the
diagonal model in the case of the B0 sample, as already observed for a thicker pure VO2
film on Al2O3(0001) [15]. On the contrary, the B13 sample has an on-axis arrangement,
as indicated by the doublet and singlet of its RSM. Figure 8 also shows the (200)M1 and
(002)M1 reflections recorded at room temperature for the three samples. The 0.5 at. %
B-doped sample shows the same signature as pure VO2 (triplet and doublet), therefore
pointing to a diagonal arrangement. The peaks width (roughly inversely proportional to
the grains lateral size) gradually increases with the boron concentration: 2.5°, 3.2° and
4° for B0, B05 and B13, respectively. It confirms that the grain size decreases when the
boron amount increases, in good agreement with the SEM images.

3.4. Conclusions
Boron-doped VO2 films were successfully grown on Al2O3(0001) by Pulsed Laser

Deposition. We highlighted that boron insertion globally induces a decrease of the
transition temperature, but a trade-off has to be found between the reduction of TIMT
and optimum functional properties. Indeed, although 0.5 at. % of boron improves the
overall properties, further increasing the boron amount to 1.3 at. % leads to a hysteresis
broadening. At this concentration, Raman spectroscopy evidences the presence of the
M2 phase in addition to the M1 phase before the transition temperature, while X-ray
diffraction reveals that this sample has a different in-plane epitaxial orientation with
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respect to the sapphire substrate. In the out-of-plane direction, this sample also exhibits
a peculiar signature underlying the co-existence of the two phases (with one being nearly
free to expand out of plane, yet somehow oriented by the substrate). The qualitatively
different behaviors observed for the three films suggest that boron doping might help in
tuning the functional properties according to the final application.
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