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Abstract 

Intervertebral disc hernia and dysfunctions are the most common health problems that affect 

humans. For this reason, the need of disc prosthetics, and especially annulus fibrosus 

replacements, is becoming increasingly mandatory and urgent. In the present paper, we 

present a novel bio-inspired hydrogel-based replacement system with rational mechanically 

mimetic designs of human annulus fibrosus. The new system consists of hydrogel-based 

lattice structure with octagonal cells separated by polylactide fibers reinforced hydrogel-based 

sheets. The mechanics of the new designs may be rationally controlled by tailoring 

microstructure, in terms of polylactide fibers orientation and hydrogel intrinsic viscosity, and 

mesostructure in terms of cell walls/sheets thickness. The new designs are successfully 

compared to the natural annulus fibrosus mechanics in terms of nonlinear stiffness and 

transversal behavior while considering regional dependency. The impressive biomimetic 

capabilities of the proposed hydrogel-based lattice structure allow to foresee the possibility of 

designing personalized disc prosthesis by advanced 3D printing technologies. 

Keywords: Artificial annulus fibrosus; Lattice structure; Hydrogel; Transversal behavior; 

Regional dependence. 
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1. Introduction 

Intervertebral disc hernia and dysfunctions are the most common health problems that affect 

both young and old human bodies. Although the intervertebral disc replacements design and 

prosthetics production have known a remarkable evolution over recent years [1-5], 

discectomy and spinal fusional surgeries remain the most commonly preferred and used by 

surgeons [6-9]. Many generations of replacements have been developed. Firstly, metal or 

metal and polymers articulating ball and socket prosthetics appeared trying to ensure relative 

movements between the vertebrae regardless the real local stress-strain and local strain 

response of the prosthetic. They are often constrained with about three degrees of freedom 

and gave similar clinical outcomes of fusion surgeries without any significant progression. 

After, many prosthetics appeared trying to add time-dependent energy storing properties by 

using viscoelastic core separating two parallel highly stiff endplates that connect the adjacent 

vertebrae [5]. The last could guarantee six degrees of freedom to the prosthetic, mimic the 

damping features of the natural disc and enhance a global strain of the prosthetic under the 

different physiological movements. The new replacement generations use different concepts 

regarding the fixation method with the adjacent vertebrae as well as the core design and 

material. Although fixation method between prosthetic/vertebrae and the core/endplates inside 

the prosthetic is a main point that differentiate the existing disc implants, the core design and 

material remain the most important points characterizing their response and allowing them to 

reproduce the same behavior of the natural disc. Many concepts such in case of the CP ESP 

prosthetic tried to reproduce the correct disc response by designing an optimized core able to 

replicate the kinematics of the real disc [10]. Other prosthetics construct a core inspired from 

the natural disc structure such as M6-C [11-12]. Similar to the real disc, M6-C core is 

composed of two distinct main parts in the heart of the prosthetic core we can find a 

compressible polycarbonate urethane polymer replacing the nucleus that is surrounded by 
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ultra-high molecular-weight-polyethylene woven fibers replacing the disc annulus. This type 

of natural disc structure-based prosthetics demonstrates very promising clinical results [12-

13]. However, the disc annulus fibrosus remains more complex, with more delicate features 

that are not considered in replacement modeling and manufacturing until now and that could 

affect the spinal mobility, recovery and long-term durability after surgery.  

The intervertebral disc annulus is known to be highly heterogeneous with regional dependent 

microstructure/properties relationships [14-18]. The annulus mechanics changes between the 

different radial and circumferential regions of the same disc due to the different local 

quantities of the constituent elements (collagen fibers, proteoglycans, water) and the collagen 

organization along with interactions with the surrounding physiological medium [14-15, 18]. 

Especially, the transversal strains have been proved recently to show unusual behavior with 

negative Poisson’s ratios in the disc radial direction and Poisson’s ratios superior to 0.5 in the 

disc axial direction under a circumferential loading of the annulus fibrosus [19-22]. Those 

unusual transversal strains increase the damping characteristic of the disc under sudden and 

rough loads and their consideration in a replacement device could highly enhance its 

performance and efficiency. Many replacement systems have been proposed in the literature 

trying to replicate the annulus fibrosus response materials and geometries inspired from the 

real annulus micro and macro structures [23-26]. In the most recent research contributions 

highlighted from the literature we can see that Frost and Foster [25] were inspired from the 

lamellar structure and the composite composition of the annulus fibrosus to construct an 

annulus fibrosus scaffold from polyurethane reinforced with cellulose nanocrystals fabricated 

into ribbons and radially layered structure. In Nerurkar et al. [23] nanofibrous biologic 

laminates were suggested to replicate the form and function of the annulus fibrosus. More 

recently, in Ref [26] a cross-aligned 3D printable structure was designed to mimic the 

oriented fibers and the angle-ply architecture of the annulus fibrosus. However, all these 



 4

contributions tried to replicate mechanically the rigidity and the stress-strain response of the 

annulus fibrous but neglected the effect of the transversal strains and the unusual Poisson’s 

ratios of the soft tissue which will highly affect the reproduced mechanical behavior. In this 

study, a novel bio-inspired hydrogel-based substitute is designed in order to mimic the 

accurate local mechanical response of the disc. The new substitute should be able not only to 

allow reproducing the complete disc stiffness but permit also controlling and varying locally 

this response in the different regions of the annulus and replicating accurately the unusual 

transversal local response of each disc region enhancing its damping and energy storage 

properties. The substitute design is based and inspired from the accurate microstructure and 

the most recent findings about the disc structure [20-22; 27-32], using most advanced 

biocompatible 3D printable materials such as hydrogel and polylactide [33-37]. The current 

contribution represents a first step of a very promising research point of interest about 

biocompatible composites that could mimic the unusual transversal and volumetric strains of 

the soft tissues. This would guarantee not only the same mechanical resistance of the real soft 

tissues as usually done but also the same natural feeling, damping movement and flexibility. 

 

2. Material and methods 

2.1. Replacement structure 

The proposed design is inspired from the hierarchical structure of the natural annulus from the 

material scale to the lamellar/interlamellar arrangement scale. A special combination of lattice 

structure with octagonal cells patterns, separated by oriented fibers reinforced thin parallel 

sheets, is proposed as shown in Figure 1. The 3D octagonal cells shape is especially designed 

in order to replicate the 3D response of the natural annulus fibrosus. The special unit cell 

structure illustrated in Figure 2 allows an auxetic behavior (negative Poisson's ratio) in the Z 

direction and a standard non-auxetic behavior in the Y direction under stretching in the X 
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direction (equivalent to the circumferential direction of the complete disc). Note that X, Y and 

Z directions correspond to the circumferential, radial, axial directions of the disc. The 

compression of the intervertebral disc (which is the most common loading during daily 

activities due to body and lifted weights) leads to a tension of the annulus in the 

circumferential direction X of the disc. The parallel sheets give to the structure the required 

rigidity and govern the transversal strain in the disc axial direction. This is inspired from the 

real disc structural response under circumferential tension where the rigidity and the 

transversal behavior are principally governed by the annulus lamellae and the radial strain is 

mainly controlled by the interlamellar ground substance zone [20-21, 29-32, 38-39].  

Two common 3D printable biocompatible materials are selected in the current replacement 

system as illustrated in Figure 1 for their similarities to natural tissues. Cross-linked hydrogel 

is selected to act as a replacement of the isotropic proteoglycan extracellular matrix. This 

material has excellent performance in absorption and energy storage features. The anisotropic 

type I collagen fibers are replaced by polylactide. This bio-polymer is used as a potential 

reinforcing material in recent biomechanical applications [40]. It will be used in the form of 

fibers for which the performance can be tailored by deformation-induced phase 

transformation in the vicinity of the glass transition [41-42]. The 3D printing technologies of 

hydrogel and polylactide fibers [33-37] have highly progressed and have become very 

common through the recent years. Currently, they are considered as a main pathway to 

functional biomedical devices, and they started to be widely used in many biomedical 

applications such as cartilage replacements [33-34].  

 

2.2. Finite element model and boundary conditions 

A sample of the octagonal cells replacement system of 25 mm × 10 mm × 10 mm was 

designed following the same specimen size defined for natural annulus specimens by 
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Derrouiche et al. [20]. The sample size was chosen based on the physiological dimensions of 

the disc and previous simulations established on annulus fibrosus circumferential specimens1. 

The geometry was implemented in MSC.Marc software and then meshed using isoparametric 

and arbitrarily hexahedrics 8-node meshing elements. The number of mesh elements was 

between 25000 and 330000 depending on the thickness of the sample. The average size of 

elements is 0.4 mm with refinements near contact areas between parallel the parallel sheets 

and the octogonal cells. An adequate element size was chosen to ensure mesh-independency. 

In order to reproduce the same experimental boundary conditions of the literature [17, 19, 21], 

the specimen is totally fixed from one side and a 10% circumferential strain is applied from 

the other side at a stretch rate of 4.2 min-1. An illustrative example is provided in Figure 3. 

Different mesostructure configurations of the replacement system are considered as shown in 

Figure 3. Their characteristics are listed in Table 1. In a first configuration set, the cell walls 

thickness is varied while maintaining constant the sheets thickness. In a second configuration 

set, the parallel sheets thickness is varied while maintaining constant the cell walls thickness.  

 

2.3. Microstructure-based material model 

2.3.1. Kinematics 

Before to present the hydrogel constitutive equations, the kinematics is briefly addressed2. Let 

us consider the hydrogel medium as a homogeneous continuum body. The mapping of the 

position vector X
 
of a given material point in the initial configuration to the position vector 

( ), t=x φ X  in the current configuration is given by the deformation gradient tensor 
X

= ∇F φ

                                                        
1 The mean non-degenerate lumbar human intervertebral disc heights were found experimentally to be around 10 

mm [43] and about 40 mm of anteroposterior diameter and 50 mm of transverse diameter [44]. Hence, the cross-

section dimensions of our replacement system circumferential specimen were 10 mm × 10 mm, and the length 

was 25 mm, these values are totally physiological and represent the real dimensions of an annulus fibrosus 

tensile specimen. These realistic dimensions were previously adopted and validated in simulations of the real 

intervertebral disc annulus fibrosus [20, 29-31]. 
2 The following notation is used throughout the section. Tensors and vectors are denoted by normal boldfaced 

letters and italicized boldfaced letters, respectively, while scalars and individual components of vectors and 

tensors are denoted by normal italicized letters. The superposed dot designates the time derivative. 
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. The time derivative of the deformation gradient tensor F  is given by: =&F LF  in which L  is 

the gradient tensor of the spatial velocity t= ∂ ∂v ϕ  : 
x

= ∇L v . Introducing the notion of the 

intermediate configuration, the deformation gradient tensor 
iso vol

=F F F  can be multiplicatively 

split into an isochoric part 
iso

F  and a volumetric part 
vol

F :  

 
1/3

iso
J

−=F F  and 
1/3

vol
J=F I  (1) 

in which I  is the unit tensor and J  is the Jacobian, i.e. the determinant of the deformation 

gradient tensor F . 

The corresponding kinematic rate can be additively decomposed as:
 

 1 1 1

iso vol

iso iso iso vol vol iso

− − −= +
L L

L F F F F F F& &
123 1442443

 (2) 

in which 
iso

L  and 
vol

L  are the isochoric and volumetric parts of the spatial velocity gradient 

tensor L . 

Using again the basic concept of the deformation gradient separation introducing the notion of 

the intermediate configuration, the isochoric deformation gradient tensor 
iso

F  is further 

multiplicatively decomposed into an elastic part 
e

F  and a viscous part 
v

F : 

 
iso e v

=F F F  (3) 

The elastic and viscous parts 
e

L  and 
v

L  of the corresponding kinematic rates additively split 

the velocity gradient 
1

iso iso iso

−=L F F& : 

 {
1 1 1

e v

iso e e e v v e

− − −= +
L L

L F F F F F F& &
14243

 and ( ) ( )1 1

2 2

v v

T T

v v v v v= + + −

D W

L L L L L
14243 14243

 (4) 

in which the viscous velocity gradient 
v

L  is further additively decomposed into a viscous 

stretching rate 
v

D  and a viscous spin rate 
v

W  which drops out, i.e. 
v

=W 0 , if irrotationality 
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of the viscous flow is assumed3 [45]. The evolution of the viscous deformation gradient 
v

F  is 

then given by the relation 
1

v e v e v

−
F = F D F F&  knowing the viscous stretching rate 

v
D . 

 

2.3.2. Constitutive equations 

The hydrogel free energy function Hydrogelψ  is additively split into a volumetric part 
vol

ψ  and 

an isochoric part 
iso

ψ  as: 

 Hydrogel iso volψ ψ ψ= +  (5) 

The non-linear time-dependent response of hydrogel is captured by considering the resistance 

to deformation as the sum of an equilibrium contribution and a time-dependent contribution 

deviating from the equilibrium state. The isochoric free energy function 
iso

ψ  is thus given by: 

 iso eq neqψ ψ ψ= +  (6) 

where eqψ  is the equilibrium free energy function and neqψ  is the non-equilibrium (viscous) 

free energy function.  

The three free energy functions are expressed as: 

 1( 3)
2

eq
I

µψ = − , 1( 3)
2

v
neq e

I
µψ = −  and ( )2

1/39
1

2
vol

K Jψ = −  (7) 

where µ , 
v

µ  and K  are material constants to be identified with µ  the shear modulus, 
v

µ  the 

viscous constant and K  the bulk modulus, 
1 tr isoI = C  is the first strain invariant for the 

equilibrium part and 
1 tre eI = C  is the elastic first strain invariant for the viscous part. The 

tensors 
T

iso iso iso
=C F F  and 

T

e e e
=C F F  are, respectively, the isochoric right Cauchy-Green strain 

tensor and the elastic part. The evolution of the elastic deformation gradient 1

e iso v

−=F F F  is 

                                                        
3 The multiplicative decomposition of the deformation gradient implies that the unloading process (relating the 

deformed configuration with the relaxed configuration) is not uniquely defined. Indeed, an arbitrary rigid body 

rotation of the relaxed configuration still leaves the relaxed configuration stress free. One way to make unique 

the unloaded configuration, with no loss in generality, is to assume the viscous flow irrotational. 
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driven by the viscous deformation gradient 
v

F  that represents the obtained state during a 

spontaneous virtual elastic unloading to a free stress state.  

The viscous stretching rate 
vD  is defined by the following general flow rule: 

 
2

γ
′

= & v
v v

v

D
σ

σ
, ( )1

tr
2

′ ′=v v vσ σ σ  (8) 

where 
vσ  is the effective value of the viscous Cauchy stress 

vσ , ′
vσ  is the deviator part of 

vσ  and 
v

γ&  is the accumulated viscous strain rate [46]: 

 
1 3 1

d m

v v v
r Iγ

−
= −& σ  (9) 

in which r , d  and m  are material constants to be identified and 
1 tr

v v
I = B  is the viscous first 

strain invariant with = T

v v v
B F F  the viscous left Cauchy-Green strain tensor. 

Hydrogel sheets reinforced with polylactide fibers are described by:  

 Hydrogel Fibers
ψ ψ ψ= +  (10) 

where 
Hydrogel

ψ  is previously introduced in Eq. (5) and 
Fibers

ψ  is expressed as follows [47-48]: 

 ( )( ) ( )( )2 21 1
2 4 2 6

2 2

exp 1 1 exp 1 1
2 2

Fibers

A A
A I A I

A A
ψ    = − − + − −

   
 (11) 

where 
1A  and 

2A  are two fibers parameters, 
4 iso

I = Ca a  and 
6 iso

I = Cb b  are the fourth and 

sixth invariants, aand b  are unitary vectors defining the orientation of two families of 

oriented fibers of angle θ and -θ. The free energy function (11) contributes to the overall 

function (10) only when the superimposed fibers are in loaded in tension, i.e. 
4 1I >  or 

6 1I > , 

since they are inactive in compression. Note that the expression (11) may lead to an 

“unphysical” auxetic behavior [49]. Nonetheless, it is used to constitutively describe the thin 

parallel reinforced sheets for which there is no obvious auxeticity. The latter behavior is 

ascribed to the special configuration and geometry of the unreinforced octagonal cells 

described using only the expression (7). 
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The Cauchy stress tensor σ  is deduced from the differentiation of the free energy functions 

(7) and (11) with respect to the corresponding deformations: 

 2 2 2

vol
e v Fibers

eq neqT T Tvol Fibers
iso iso e e iso iso

iso e iso
J

ψ ψ ψ ψ∂ ∂ ∂ ∂= + + +
∂ ∂ ∂ ∂

F F F F Ι F F
C C C1231442443 1442443 1442443

σσ σ σ

σ  (12) 

in which T

e e e
=C F F

 
is the elastic right Cauchy-Green strain tensor. 

The constitutive model has been implemented into MSC.Marc by means of a series of 

subroutines. Some details are provided in Appendix A.  

 

2.3.3. Model parameters 

The hydrogel model parameters were fitted to the experimental data of a P(AAm-co-AAc) 

nanocomposite hydrogel cross-linked by Fe3+ carboxyl coordination bonds extracted from 

[50-51]. The material system is stretched up to a level of 300% at different stretch rates in the 

equilibrated and fully swollen state. The rate-dependence and the hysteresis upon a loading-

retraction cycle are perfectly reproduced by the constitutive model as illustrated in Figure 3. 

The polylactide material parameters were identified using the experimental data of a 

polylactide fiber extracted from the work of Cicero and Dorgan [52]. The material parameters 

of the constituent elements are listed in Table 2. 

 

3. Results 

The mechanics of the new designs is examined as a function both of its mesostructure in 

terms of cell walls/sheets thickness and of its microstructure in terms of fibers orientation. 

 

3.1. Mesostructure 

The mechanics of the replacement system are reported in Figure 5 considering different 

mesostructure configurations for fibers orientation θ =±30°. The in-silico results are 
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compared with available experimental data obtained on annulus specimens of the human 

lumbar intervertebral disc. The experimental stress-strain results are those of Ebara et al. [17] 

and the experimental transversal strain results are those of Baldit et al. [19]. It is very 

satisfactory to observe that the substitute systems can reproduce the nonlinear stiffness and 

transversal strains of the natural annulus with auxetic response in the radial direction and 

unusual response with Poisson’s ratios higher than 0.5 in the axial direction. It can be 

observed that the mechanics is not monotonically dependent on the thickness. The increase in 

thickness decreases the stiffness but the effect on the transversal strains is very slight. Only 

the transversal response of the W0.2-S0.2 design slightly diverges from the other 

configurations when the applied circumferential strain exceeds 0.6. 

 

3.2. Microstructure  

As observed in Figure 6, the replacement system is able to reproduce perfectly the mechanics 

of the local annulus specimen. The auxeticity increases when the fibers angle decreases, and 

the axial strain increases when the fibers angle increases. By varying the orientation of the 

polylactide fibers, both nonlinear stiffness and transversal behavior, can be modified in the 

aim to mimic the exact response of the different radial and circumferential regions of the 

natural annulus reported experimentally in Ebara et al. [17]. This important result makes it 

possible to foresee the possibility of designing a complete prosthetic of the disc with gradual 

variation in local properties and even the creation of personalized tissue-engineered discs.  

 

4. Discussion 

The design of an annulus fibrosus artificial substitute that could perfectly mimic the natural 

annulus mechanics is a challenging task due to the complexity of the disc tissue hierarchic 

structure and its unusual transverse response along with regional dependency. However, the 
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challenge was accepted by many researchers in the recent years [53-54] and it was hence the 

main objective of the current contribution. A new annulus replacement system, inspired from 

the real structure of the natural disc, is designed and implemented in-silico in order to be 

numerically tested. The system is composed of reinforced parallel sheets separated by a lattice 

structure with octagonal cells patterns. This configuration permits for the first time 

reproducing accurately not only the nonlinear stiffness of the annulus [55] but also its 

volumetric response [19-22]. This specific structure optimizes also the consumed material and 

highly reduces the elaboration cost which is of prime interest since the hydrogel, used as the 

ground matrix of the designed system, is very expensive. As seen in the simulation results, the 

system response could be highly controlled by the reinforcing fibers and slightly controlled by 

the mesostructure thickness. This allows changing the local response of the different annulus 

regions when constructing a complete prosthetic and permits reproducing the correct regional 

dependency of the natural disc. It could be thus improved to create advanced personalized 

replacements. The material choice is very large but as seen in the current contribution, the use 

of biocompatible materials, such as hydrogel and polylactide fibers, is always essential for 

biomedical applications [56-58]. Hydrogel is known to present many mechanical similarities 

with the human tissues and polylactide is identified as a biodegradable material that starts to 

be widely used in biomedicine [59-60]. The possibility of printing those two materials via the 

most recent 3D printing technologies would simplify the manufacturing of such innovative 

structures [61-63].  

In the current paper, a specimen of the new substitute system was designed replicating the 

same form and dimensions of experimental specimens in the literature and tested under 

tension loading in the circumferential direction of the intervertebral disc. The system 

succeeded to reproduce the same physiological nonlinear stiffness of the real annulus. What is 

very interesting is the ability of the system to reproduce the exact stress-strain response of the 



 13

different intervertebral disc regions. The hydrogel octagonal cells patterns succeed to give the 

replacement structure the auxetic feature and mimic the correct nonlinear annulus fibrosus 

radial strain and the radial swelling. Reinforced by the oriented polylactide fibers the parallel 

sheets shrink axially giving the substitute the natural particular Poisson’s ratio higher than 0.5 

of the real annulus. The mesostructure (cell walls or parallel sheets) would affect the scaffold 

response but the effect is negligible compared to the effect of the different constituent 

elements, in particular the fibers orientation.  

 

5. Conclusion 

A novel hydrogel-based annulus fibrosus substitute system is designed, constructed in-silico 

and numerically tested. The special structure, bio-inspired from the natural annulus 

lamellar/interlamellar arrangement, is tailored by the lattice structure and the fibers 

orientation. It succeeds to mimic accurately the nonlinear stiffness and the transversal 

behavior of the different annulus regions. By using 3D printable biocompatible materials such 

as hydrogel and polylactide fibers to construct our system, a complete heterogeneous annulus 

could be created. In addition, the system permits manufacturing personalized tissue-

engineered discs miming the mechanics of each individual and each disc level which will be 

the objective of the following steps of the project. 

The verification of the capabilities of our systems to mimic the multiaxial mechanics of the 

natural annulus remains an important issue [30, 39]. In this regard, the constitutive 

representation of the hydrogel will be enriched in future works, especially to get out of the 

limitations of the used free energy functions vis-à-vis their predictive capabilities upon 

multiaxial loading [64]. More sophisticated expressions will be used to accurately describe 

the multiaxial characteristics of our systems in connection to loading history and hydrogel 

microstructure [65-66].  
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Appendix A. Numerical implementation 

The constitutive model affected to the replacement system is implemented into MSC.Marc 

software by means of a series of subroutines. The reader is also referred to complementary 

references [29, 67-68] for the general implementation procedure of coupled models. An 

anisotropic hyperelastic subroutine is here coupled to a viscous subroutine. A total Lagrange 

formulation was adopted for the present calculations. When the total Lagrange is selected, 

MSC.Marc software deals with the second Piola-Kirchhoff stress S  and the Green-Lagrange 

strain E . An updated Lagrange formulation could be also used and in that case the software 

would deal with the Cauchy stress σ  and the logarithmic strain ( )ln F . 

 

A.1. The anisotropic hyperelastic subroutine 

The deformation gradient ( )iF  is computed at the beginning of each increment by [69]: 

 ( ) ( )( )( ) ( )( )( )( )

0

1
exp ln ln

!

j

j

i i i
j

∞

=

= =∑F F F  (A1) 

where ( )( )ln iF
 
is given by the numerical code. 

The identification of the elastic strain energy function and its derivatives with respect to the 

volume preserving parts of the first invariant 1I
% , the second invariant 2I% , the fourth invariant 

4I%  and the sixth invariant 6I%  are required by the hyperelastic subroutine as follows: 

 ( ) ( ) ( ) ( ) ( )
1 2 4 6

; ; ; ;dev

i i i i
i

I I I I

ψ ψ ψ ψ
ψ

∂ ∂ ∂ ∂ 
 ∂ ∂ ∂ ∂ 

% % % %
 (A2) 

where ( ) ( ) ( )dev
i i u iψ ψ= +  defined for the parallel sheets as: 

 ( ) ( ) ( )dev Hydrogel Fibers
i i iψ ψ ψ= +  and ( ) ( )vol

u i iψ=  (A3) 

and for the octagonal cell as: 
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 ( ) ( )dev Hydrogel
i iψ ψ=  and ( ) ( )vol

u i iψ=  (A4) 

After the definition of the strain energy function and the derivatives, the software defines the 

elastic second Piola-Kirchhoff stress and the volumetric stress for the parallel sheets as: 

 ( ) ( ) ( )
( )

2
eq Fibers

e

iso

i i
i

i

ψ ψ∂ + ∂
=

∂
S

C
 and ( ) ( )1 3

vol

u i
i J

J

∂
=

∂
S  (A5) 

and for the octogonal cells as: 

 ( ) ( )
( )

2
eq

e

iso

i
i

i

ψ∂
=

∂
S

C
 and ( ) ( )1 3

vol

u i
i J

J

∂
=

∂
S  (A6) 

 

A.2. The viscous subroutine 

To compute the current elastic deformation gradient ( )e
iF , the viscous deformation gradient 

( )1
v

i −F  user-stored from the previous increment is called: 

 ( ) ( ) ( ) 1
1e isoi i iν

−= −F F F  (A7)

The calculated elastic deformation gradient ( )e
iF  is then used to calculate the viscous 

velocity gradient ( ) ( )v v
i i=L D  with ( )v

iD
 
the viscous stretching rate at the end of the 

current increment. The rate of the viscous deformation gradient writes: 

 ( ) ( ) ( ) ( )1

e isoi i i iν ν
−=F F D F&  (A8) 

The current viscous deformation gradient ( )iνF  is iteratively calculated using: 

 ( ) ( ) ( )1i i t iν ν ν= ∆ + −F F F&  (A9) 

where t∆  is the time increment.  

At the beginning of the mechanical loading, the singularity of the viscous stretching rate is 

avoided by adding a perturbation coefficient κ =0.01 to 1 3vI  . The value of ( )iνF
 
is user-
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stored in the form of a 3-D matrix [ ], ,m nn p
 
constituted of m number of elements, nn number 

of nodes and p number of tensor directions.  

The strain invariants are calculated from the Cauchy-Green deformation components in order 

to be used next in the stress calculation. The non-equilibrium (viscous) stress is calculated in 

the subroutine by the following expression: 

 ( ) ( )
2

neq

v

e

i
i

ψ∂
=

∂
S

C
 (A10) 

Finally, the elastic and volumetric stresses are called from the hyperelastic subroutine, and the 

total second Piola-Kirchhoff stress is calculated by the summation of the different stress 

components: 

 ( ) ( ) ( ) ( )e v vol
i i i i= + +S S S S  (A11) 
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 Figure 1. Hydrogel-based annulus replacement system consisting in a lattice structure with special 

octagonal cells and parallel thin sheets reinforced by oriented polylactide fibers.  
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Figure 2. Special octagonal unit cell exhibiting an auxetic deformation in the Z direction and an 

ordinary non-auxetic deformation in the Y direction in the course of deformation along the X 

direction. 
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Figure 3. Mesh of the annulus replacement system and deformed mesh showing an auxetic 

deformation in the Z direction and an ordinary non-auxetic deformation in the Y direction in the 

course of deformation along the X direction. Different mesostructure configurations are considered 

to tailor the transverse deformations in the Y and Z directions. 
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                                                       (a)                                                                         (b) 

Figure 4. Model fitting to capture (a) the rate-dependent engineering stress-strain response and (b) 

the engineering stress hysteretic response of a hydrogel (solid lines: model, dashed lines: 

experiments extracted from [50-51]).  
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(b) 

Figure 5. Mesostructure effects on nonlinear stiffness and transversal strain history in axial/radial 

directions: (a) cell walls thickness and (b) sheets thickness. The experimental stress-strain data are 

extracted from [17] and correspond to the anterior outer disc region; the experimental transversal 

strain data correspond to the extremum values reported in [19]. 
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Figure 6. Fibers angle variation to mimic the regional variation in nonlinear stiffness and transversal 

behavior of the natural annulus. The square symbols correspond to the four disc regions extracted 

from the experiments of Ebara et al. [17]: Anterior outer (AO), Anterior inner (AI), Posterior outer 

(PO) and Posterior inner (PI). The illustrative example is for the configuration W0.2-S0.2.  
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 W0.5-S0.2 W0.3-S0.2 W0.2-S0.2 W0.2-S0.3 W0.2-S0.5 

Cell walls thickness (mm) 0.5 0.3 0.2 0.2 0.2 

Parallel sheets thickness (mm) 0.2 0.2 0.2 0.3 0.5 

Table 1. Different mesostructure configurations of the annulus replacement system.  
 

 

 

Hydrogel µ  0.33 MPa 

 
v

µ  30 MPa 

 K 2200 MPa 

 m 1.2 

 d 1.5 

 r 0.008 MPa/s 

 

Polylactide fibers  
1A  6 MPa 

 
2A  58 

Table 2. Parameters of the constituent elements. 
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