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Abstract 

This article first presents quasi in situ XPS measurements on Si3N4 and a-Si samples 

after exposure to a SiF4 / O2 plasma at different cryogenic temperatures. A different behavior 

is observed between the two materials at -65°C, which has led to the development of a time-

multiplexed process for nanoscale etching. This study clearly shows the possibility to switch 

from a deposition regime to an etching regime by decreasing the temperature. The threshold 

temperature between these regimes being different for both materials, it was possible to perform 

selective etching of Si3N4 over a-Si by wisely choosing the temperature. 

 

I. Introduction 

Cryogenic Atomic Layer Etching (Cryo-ALE) has been first proposed to etch SiO2 thin 

layers while limiting reactor wall contamination. It consists of an alternating process: the 

substrate is cooled below -90°C in order to enable the physisorption of a gas during the 

modification step. In reference 1, we have reported on a Cryo-ALE process using C4F8 as a proof 

of principle of this technique. According to Antoine’s curve 2, the pressure and temperature 

necessary conditions for the condensation of C4F8 can be reached by  a cryogenic etching tool. 

However, even if a self-limiting etching regime was obtained for SiO2, the selectivity over Si 

and Si3N4 remained quite low. 
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In reference3 4, the authors investigated ALE of Si3N4 by physisorbing HFC gas during the 

modification step. In this study, the substrate was kept at 80°C and the pressure was increased. 

They demonstrated the feasibility of the process and the etching enhancement by adding 

hydrogen during the modification step. But, the selectivity towards other materials has not been 

discussed in this paper. 

The selectivity for Si3N4 etching over Si and SiO2 has been widely studied using fluorine based 

gases and more specifically hydrofluorocarbon gases for continuous etching 5–15, but also for 

atomic layer etching processes 16–31. It was shown that hydrogen plays a key role in the etching 

of Si3N4 and the selectivity. For example, when a hydrogen atom released in the plasma reaches 

the surface, it reacts with the nitrogen present in the layer creating volatile NH3 products. Thus 

it creates a Si rich layer with dangling bonds allowing fluorine atoms to react with silicon 32,33. 

The etching of Si3N4 can also be obtained indirectly by forming ammonium salt (NH4)2SiF6, 

which can be removed by annealing as reported in 20,31. 

Recently, Hsiao et al. demonstrated the effect of temperature on the etch rate of Si3N4 layers 

deposited by PECVD and etched by CF4 / H2 plasma. They showed that the etch rate of films 

rich in Si-H bonds can be increased by decreasing the temperature to -20°C, while the etch rate 

decreases for films rich in N-H bonds 32. 

In this article, the etching of Si3N4 films using SiF4 / O2 plasma is investigated for temperatures 

below -40°C. The silicon oxyfluoride (SiOxFy) layer formed in such low temperature 

conditions, usually known as the passivation layer in Si cryoetching 34–40, is used to etch Si3N4 

while preventing a-Si etching. 

Indeed, in cryogenic standard deep etching, SiFx species formed during the etching react with 

oxygen to create a SiOxFy layer. The low temperature enables to enhance the surface residence 

time of SiFx species on the surface, which favors their reaction with oxygen radicals from the 

plasma 34,41.  
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It was shown in reference 34 that SiFx species (with x < 4) were involved in the formation of the 

passivation layer, and that SiF4 molecules were not physisorbing in the pressure and 

temperature conditions used for the experiment. Recently, quasi in situ XPS experiments carried 

out on a-Si showed that exposing the surface to a SiF4 / O2 plasma at temperatures higher than 

about -65°C leads to the fluorination of the native oxide layer and the formation of chemisorbed 

stable layer 42. If the temperature is further decreased, down to -100°C, the physisorption of 

fluorinated species is enhanced. It is thus proposed in this article to take advantage of these 

properties obtained at low temperature to create a selective nanoscale etch process of Si3N4.  

II. Experimental methods 

The experiments were conducted on a-Si and Si3N4 layers deposited on Si substrates. 

The 50 nm thick a-Si layer was first grown on 100 nm thick SiO2. The Si3N4 layer is about 

240 nm thick, directly deposited on the Si substrate by LPCVD.  

20 x 20 mm² coupons were glued on a 6” SiO2 carrier wafer using a special glue with high 

thermal conductivity. Two different Inductively Coupled Plasma reactors (ICP) were used: one 

for process tests using in-situ ellipsometry at GREMI-Orléans and the other one dedicated to 

XPS quasi-in situ experiments at IMN-Nantes.  

 A sketch of the first one can be found in reference 43. In this reactor, the temperature is 

measured by a PT100 sensor, which is mounted in the chuck. An in situ UVISEL Horiba Jobin 

Yvon spectroscopic ellipsometer (SE) is coupled to this reactor in order to monitor the thickness 

evolution in mono acquisition and kinetic modes during processes. To model and fit the a-Si 

and the Si3N4 materials, new amorphous dispersion formulas are used. In addition, when the 

deposited layer is thick enough (more than about 3 nm), a classical dispersion formula is added 

to the model. Fig. 1 (a) and (b) show an example of the ellipsometric parameters 𝐼𝑠 and 𝐼𝑐 

measured and fitted by SE after deposition of a SiOxFy layer on a-Si and Si3N4 respectively. 

The created model fits the measurements with an error value 𝜒² typically lower than 5. At 1.96 
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eV, the refractive indexes for the SiOxFy layer obtained in our experimental conditions 

(T = -40°C; SiF4 / O2: 25%; Source power: 1500 W; Pressure: 1.2 Pa; Process duration: 30 s) 

are 1.59 and 1.45 when deposited on a-Si and Si3N4 respectively. 

 

Fig. 1. Ellipsometric parameters 𝐼𝑠 and 𝐼𝑐 measured and fitted as a function of the photon 

energy for a SiOxFy layer deposited at -40°C on (a) a-Si, (b) Si3N4 

(Experimental conditions: SiF4 / O2: 25%, Source: 1500 W, 1.2 Pa, 30 s) 

The second ICP tool used is the OPTIMIST platform (Opening of a Technical Platform for the 

Investigation of the Mechanisms of Interaction between plasma and Surface on a large 

Temperature range) and is presented in details in Fig. 2. It is a homemade ICP reactor operating 

at 13.56 MHz coupled to an X-ray Photoelectron Spectroscope (XPS) equipment, which allows 

quasi in situ analysis of the treated samples. 10 x 10 mm² coupons are loaded on a moving 

sample rod and cooled to a low temperature. In this experimental setup, a Ni/NiCr thermocouple 

is welded onto the backside of the sample holder to measure the temperature.  The sample 

holder is controlled in temperature by liquid nitrogen down to -180°C and the rod can be moved 

from the reactor chamber to the XPS chamber while keeping the sample at the desired 

temperature and at low pressure (<10-5 Pa).  

 

Th
is 

is 
the

 au
tho

r’s
 pe

er
 re

vie
we

d, 
ac

ce
pte

d m
an

us
cri

pt.
 H

ow
ev

er
, th

e o
nli

ne
 ve

rsi
on

 of
 re

co
rd

 w
ill 

be
 di

ffe
re

nt 
fro

m 
thi

s v
er

sio
n o

nc
e i

t h
as

 be
en

 co
py

ed
ite

d a
nd

 ty
pe

se
t.

PL
EA

SE
 C

IT
E 

TH
IS

 A
RT

IC
LE

 A
S 

DO
I: 

10
.11

16
/6.

00
01

88
5



 

5 
 

 

Fig. 2. Sketch of the OPTIMIST Platform 

No pre-treatment was applied to the samples. Each experiment was performed separately on 

each material and an O2 / Ar plasma cleaning process was performed before each experiment. 

XPS analysis was carried out with an Al Kα monochromatised x-ray source (SPECS XR 50M 

and Focus 500) operated at 400 W. The x-spot at the surface is 2 x 2 mm2 and is centered at the 

middle of the sample. Quantification results presented below are thus averaged over the probed 

area and naturally averaged over the probed depth.The analyser (SPECS Phoibos 150HR) 

operates in fixed transmission and medium area mode. Survey scans were acquired at 30 eV 

pass energy (PE) with 0.5 eV steps, and high resolution narrow scans at 14 eV PE with 0.05 eV 

steps. The software used for the XPS data analysis is Casa XPS 44.  

III. Results   

III.1 Characterization of the deposited layer as a function of temperature  

In order to study the effect of temperature, the samples were exposed to a SiF4 / O2 

plasma for 30 s in the first ICP reactor. 10 sccm of SiF4 and 30 sccm of O2 were injected in 

order to have 25% of SiF4 in the mixture. The pressure was set at 1.2 Pa, the plasma source 

power was 1500 W and no bias was applied. The tested temperatures were -40°C, -65°C 

and -100°C. 
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Fig. 3 shows the results obtained for the two materials: a-Si and Si3N4. At -40°C, a SiOxFy layer 

of about 13 to 14 nm thickness was deposited on both materials. When the temperature was 

decreased to -65°C, the deposited amount of SiOxFy slightly decreased on a-Si, and dropped to 

4.7 nm on Si3N4. At -100°C, a significant change is observed on both materials. Almost no 

deposition was obtained on a-Si, whereas a 3.7 nm thick layer of Si3N4 was etched on the Si3N4 

coupon.  

 

 

Fig. 3. Thickness variation of a-Si and Si3N4 at different temperatures, after 

SiF4 / O2 plasma 

(Experimental conditions: SiF4 / O2: 25%, Source: 1500 W, 1.2 Pa, 30 s) 

In order to understand this difference of behavior between both materials when decreasing the 

temperature, quasi in situ XPS measurements were performed using the second ICP reactor 

(OPTIMIST). The used plasma parameters were adapted to the facility (smaller volume): 

6 sccm of SiF4 and 20 sccm of O2 were injected into the reactor to maintain the ratio of 25% of 

SiF4 in the mixture. The plasma source power was decreased to 200 W and the pressure 

increased to 3.0 Pa. The process duration was 30 s as in the first ICP reactor.  

Fig. 4 presents the a-Si and Si3N4 surface composition just after exposure to SiF4 / O2 plasma 

and after warming the samples up to room temperature. These quantification results are 
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averaged over the probed depth, except at -100°C. In this case, as detailed below, the 

quantification results do not reflect the real structure of the analyzed depth because a 

physisorbed layer is present at the sample surface. The results obtained on a-Si are presented in 

detail in reference 42. It is mainly shown that at -40°C and -65°C, F-rich species from the SiF4 

/ O2 plasma chemisorb at the surface, fluorinating the native silicon oxide layer (Fig. 4 (a)). At 

-100°C, the physisorption of fluorinated species is drastically enhanced: the fluorine content 

reaches 52%, which indicates that the surface is mainly covered by fluorinated physisorbed 

species. 

The reference atomic concentration shown for Si3N4 in Fig. 4 (b) corresponds to the reference 

sample used for the deposition at -40°C. Note that this concentration and the amounts of N and 

O vary a little for the three Si3N4 used. This is partially due to the C contamination amount that 

also varies on the surface, and thus affects the calculation of the surface concentrations. But 

this amount difference does not affect the interpretation of the results. 

After exposure at -40°C and -100°C, the composition evolution of a-Si and Si3N4, with respect 

to the reference, is quite similar. At -40°C, the carbon present initially at the surface as 

superficial contamination is almost no longer detected. Resulting from the plasma exposure, 15 

to 17% of fluorine content is evaluated. This proportion remains quite constant even after 

heating the samples. 

At -100°C, as obtained for a-Si, the Si3N4 surface is mainly covered by chemisorbed and 

physisorbed species with a fluorine content as high as of 52%. Contribution of the substrate, a-

Si or Si3N4, is no longer observable. After heating, a significant part of the physisorbed layer 

desorbs, and the Si signal (and N for Si3N4) from the substrate is detected again.  

The surface compositions of the samples after the deposition at -40°C or -100°C and after 

heating to 20°C are also quite similar. This shows that the remaining layer surface is composed 

of chemisorbed species and is stable in the range of the studied temperatures (-100°C to 20°C). 
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Fig. 4. XPS average quantification of the surface composition after SiF4 / O2 plasma and 

after warming the sample back to 20°C, (a) on a-Si and (b) on Si3N4 

(Experimental conditions: SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 200 W) 

In agreement with the results shown in Fig. 3, the main difference between the two materials is 

observed at -65°C as expected.  

At this temperature, the a-Si material has a similar behavior as at -40°C, with only chemisorbed 

fluorine based species on the native oxide layer. But, on Si3N4 material, the fluorine content 

after deposition is drastically enhanced and reaches a value of 44% of the surface composition. 

After heating, as at -100°C, a significant part of it desorbs, as the fluorine content drops to 9.8% 

only at the surface. Note that the high percentage of N detected at this temperature (36.9 % 

instead of 20-25%) is the same as the initial composition of the raw surface of the sample used 

for this test at -65°C. 

The spectra for both a-Si and Si3N4 are plotted in Fig. 5 after exposure to SiF4 / O2 plasma 

at -65°C in order to better understand the involved surface mechanisms for the two materials at 

this temperature. The XPS measurements were performed while the sample was maintained at 

-65°C.  In the survey scans presented in Fig. 5 (a) the main difference between the two materials 

is the intensity of the F 1s spectrum observed on Si3N4 which is much higher than the one 
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obtained on a-Si at the same temperature. A narrow scan of the F 1s core level is presented in 

Fig. 5 (b). For a-Si, one main peak is detected and can be decomposed into two peaks 

corresponding to F-Si(O) bonds located at 687.3 eV and 685.48 eV 45,46. For Si3N4, the main F 

1s peak can also be decomposed into two peaks located at 686.9 eV and 685.5 eV. Both peaks 

correspond to F-Si bonds 47. The peak at 685.5 eV could also be associated to the N 1s small 

peak detected at 402 eV, and would be related to salt formation (NH4)2SiF6 as reported in 

reference 
20. This peak is slightly observable in Fig. 6 (b) that represents N1s spectra, and is 

evidenced with a dotted line. 

In Fig. 5 (c), displaying the narrow scan of O 1s at -65°C for the two materials, a peak at 

533.1 eV is detected on both materials and corresponds to O-SiF 37,46. Two other peaks are also 

observed at 541.3 eV and 545.2 eV for Si3N4. They are related to physisorbed species that 

desorb once the sample is warmed up to 20°C. They are discussed further below.  

Fig. 5 (d) presents the Si 2p spectra again at -65°C for the two materials. For a-Si, two structures 

are observed. The first one at 99.2 eV (2p3/2) corresponds to the a-Si bulk material, the second 

one located around 104 eV contains the contribution of SiOF species and initial SiO2 surface 

oxide. To separate these two and evaluate the contribution of SiOF species, the experimental 

spectrum is fitted with two contributions. The first, labelled “a-Si substrate” in Fig. 5 (d), is 

taken from the reference experimental spectrum and therefore represents the contribution of the 

a-Si substrate, i.e. bulk a-Si and initial surface oxide; this envelope is fixed in terms of position, 

shape and width, the only free parameter being its height. The second contribution combines 

two “classical” Gaussian-Lorentzian shapes, one for each Si 2p spin-orbit component, using the 

usual Si 2p spin-orbit constraints (0.61 eV splitting, 0.5 (1/2)/(3/2) intensity ratio, identical full 

width at half maximum). This second contribution falls at 104.5 eV (2p3/2) which can 

correspond to Si-O(F) 46. In comparison, the peak related to the native oxide is located at 

103.5 eV 20,37,47. Therefore we interpret the 104.5 eV peak as a clear indication of the presence 
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of SiOF species either due to physisorption of plasma species or to the fluorination of the native 

oxide layer. The slight mismatch between the reference component and the experimental data 

at the location of the initial oxide (103.5 eV) is a second indication of the fluorination of the 

oxide during the exposure to the plasma; subsequently the intensity of the SiOF component is 

probably slightly under estimated. However, this has no effect on the interpretation of the results 

as our purpose is to qualify the surface chemistry in order to progress in the understanding of 

the cryogenic nanoscale etching process and not to make a precise quantification (if ever 

possible) of the layer composition. For Si3N4, a large peak is observed; it is fitted using the 

same strategy: a first contribution (labelled “Si-N” in Fig. 5 (d) located at 102.2 eV (2p3/2) 

corresponding to the initial Si3N4 material, taken from the Si3N4 reference experimental 

spectrum and thus including the bulk Si3N4 and its surface oxide, and a second contribution at 

104.5 eV (2p3/2) corresponding, as for a-Si, to fluorinated (Si-O(F) species) 46. 

In summary, XPS spectra of Fig. 5 show that at -65°C, only a chemisorbed layer related to the 

native oxide fluorination is observed on a-Si, whereas for Si3N4, in addition to this 

chemisorption, mainly fluorine-based physisorbed species are observed. 
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Fig. 5. XPS spectra on a-Si and Si3N4 coupon after SiF4 / O2 plasma exposure at -65°C (a) 

survey scan (b) F 1s, (c) O 1s, (d) Si 2p. For the latter (d) the “a-Si substrate” and “Si-N” 

components (dotted lines) are taken from the respective reference spectra. 

(Experimental conditions: SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 200 W) 
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In Fig. 6, narrow scans of the O 1s and N 1s core levels are presented, where unidentified peaks 

are detected on both materials. Peaks at 541.3 eV and 545.2 eV that are detected for the O 1s 

scan at -65°C on Si3N4 as discussed above are detected again at -100°C, but on both materials 

this time (Fig. 6 (a)). In Fig. 6 (b), in addition to the substrate peak N-Si at 397.9 eV for Si3N4 
32, 

two additional N peaks at 409 eV and 412.3 eV can be observed in the exact same conditions. 

They are only detected at -65°C on Si3N4 and at -100°C on both materials. Those peaks are 

observed at the same binding energies as long as fluorinated species are physisorbed. They only 

appear if a fluorine-based plasma is performed at low temperature. After warming the sample 

up to 20°C, they are no longer detected. To our knowledge, these peaks, which only appear at 

very low temperature, have never been reported. Fig. 6 suggests that these peaks originate from 

nitrogen-based species. They are probably due to N2 molecules present in the chamber due to 

the residual leakage. They are dissociated into N radicals in the plasma and react at the surface 

to form nitrogen based physisorbed species. 
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Fig. 6. (a) O 1s and (b) N 1s spectra on a-Si and Si3N4 coupon after SiF4 / O2 plasma 

exposure at -65°C and -100°C (Experimental conditions: SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 

200 W) 

III.2 SiOxFy modification layer for nanoscale etching 

The XPS results have shown that the SiF4 / O2 plasma fluorinates both the a-Si and Si3N4 

surfaces, and that decreasing the temperature enhances the physisorption of fluorinated species 

at the surface. This fluorinated layer can be used as a reservoir of reactive species. When the 

layer is exposed to an argon plasma, it can therefore activate the etching of a-Si and Si3N4 

material. A process consisting of alternating SiF4 / O2 plasma deposition step and Ar activation 

etch step is proposed as in an Atomic Layer Etching (ALE) process. The SiF4 / O2 plasma is 

used for the surface modification step and the Ar plasma step is used to remove the modified 

layer. The time chart of the process is presented in Fig. 7. 

 

Fig. 7. Time chart of the alternating process 

First, a SiF4 / O2 plasma was performed for 3 s. SiF4 and O2 flows were 5 and 35 sccm 

respectively (12.5% of SiF4 in the mixture). The pressure was 0.7 Pa and the plasma source 

power was 1500 W and no bias was applied to the substrate. Then, a pumping step as long as 

30 s was used to evacuate all the species of the plasma that did not deposit on the surface. 
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Afterwards, an Ar plasma was ignited for 3 min to etch the modified layer. The Ar flow was 

100 sccm, the pressure was set to 3.1 Pa, the plasma source power was 400 W and no bias was 

applied. Finally, a second pumping step was performed to ensure the removal of all the etch 

by-products before starting a new cycle. 

These steps were repeated in order to perform 8 cycles at 5 different substrate temperatures, 

from +20°C to -100°C.  

The thickness evolution was monitored by in situ SE in kinetic mode on a-Si and by ex situ SE 

on both a-Si and Si3N4 (Fig. 8).   

Figure 8. (a) shows the thickness evolution versus time. At 20°C, the a-Si thickness increases 

during SiF4 / O2 plasma by about 0.2 nm per cycle and the subsequent Ar plasma does not 

significantly etch the deposited layer. After the 8 cycles, the layer thickness increases up to 1.6 

nm on a-Si: the process is in deposition regime. When the temperature is decreased to -40°C, 

the deposited amount remains close to 0.2 nm during each SiF4 / O2 plasma step. But, the 

deposited layer is almost completely etched during the Ar plasma. Hence, only a thickness 

increase of 0.5 nm is obtained after the 8 cycles. 

At -65°C, the process evolves to an etching regime. About 3 cycles are necessary to reach the 

steady state of the etch regime. Indeed, after the first two cycles, the thickness first increased, 

and then started to decrease after the third cycle. In Fig. 8 (b), a zoom on the 4th cycle is shown. 

The deposited amount of SiOxFy layer is slightly lower than for processes at higher temperature 

(0.17 nm per cycle). During the Ar plasma, the deposited layer is removed as well as part of the 

substrate thickness. At the end of the process, 0.4 nm of a-Si is etched.  

When the temperature is decreased to -80°C and lower, the process is clearly in etching regime 

from the first cycle. The zoom on the fourth cycle at -100°C presented in Fig. 8 (c) shows that 

the a-Si is etched even during the SiF4 / O2 plasma. Hence, after 8 cycles, it was possible to etch 

about 6.5 nm of a-Si. 
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Fig. 8 (d) shows the total thickness variation as a function of temperature for both a-Si and 

Si3N4 samples. As expected from the XPS results, i.e. with a comparable deposited SiOxFy film, 

a similar behavior is observed for the two materials for temperatures higher than -40°C and 

at -100°C. Indeed, at -40°C, almost the same SiOxFy thickness increase is measured for both 

materials. At -100°C, both materials are etched at nearly the same etch rate. However, for 

temperatures close to -65°C, Si3N4 is etched much faster than a-Si with a selectivity of Si3N4 

over a-Si as high as 13.5. 
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Fig. 8. Effect of the temperature in a process alternating SiF4 / O2 and Ar plasma 

(a) Thickness evolution measured by SE in kinetic mode during 8 cycles on a-Si, 

(b) zoom on cycle #4 at -65°C, (c) zoom on cycle #4 at -100°C, (d) thickness variation 

measured by ex-situ SE on a-Si and Si3N4 

(Experimental conditions: SiF4 / O2 plasma: 25%, 3 s, 0.7 Pa, 1500 W, Pumping: 30 s, 0.1 Pa, 

Ar plasma: 3min, 3.1 Pa, 400 W, Pumping: 15 s, 0.1 Pa) 

IV. Discussions 

According to the obtained results, a sketch illustrating the surface reactions and state is 

presented in Fig. 9 to summarize the involved mechanisms. At -40°C, during the SiF4 / O2 

plasma, there is a competition between oxygen and fluorine species to adsorb at the surface. As 

a result, the oxide on top of each material is fluorinated and a dense SiOxFy layer is chemisorbed 

on the surface (Fig. 9 (a)). This layer is stable even at room temperature and is not very rich in 

fluorine. Consequently, the layer will be hardly etched by low Ar ion energy bombardment as 

reported in 35. Thus, the SiOxFy deposited layer will prevent from etching. The same layer is 

formed on a-Si surface when the deposition is performed at -65°C (Fig. 9 (a)). However, on 

Si3N4, the nitrogen from the layer may be consumed either by oxygen or hydrogen atoms from 

residual water molecules present in the chamber. In the first case, NOx will form at the surface 

and will desorb; in the second case, NH3 will form and will desorb from the surface.  In both 

cases, Si active sites are created, improving the possibility to adsorb SiFx species. Note that 

nitrogen could also react with fluorine to form NF3 molecules, which are volatile. However, the 

fluorine concentration is quite high at the surface. SiFx species coming from the plasma are 

deposited on the surface increasing the concentration of fluorine in the layer. Thus, the 

physisorption of fluorinated species is enhanced from -65°C for Si3N4 (Fig. 9 (b)). 

Consequently, the layer is richer in fluorine species, which will enable the removal of Si during 
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the Ar plasma. Moreover, as the layer is composed of both chemisorbed and physisorbed 

species, the layer is less dense and easier to etch (Fig. 9 (b)). 

At -100°C, the physisorption of fluorinated species is significantly enhanced for both a-Si and 

Si3N4 (Fig. 9 (b)). Consequently, in addition to the chemisorbed species, a significant part of 

physisorbed species will participate to the etching of both layers (Fig. 9 (c)). Thus, the 

selectivity at this temperature becomes lower than at -65°C. 

 

 

Fig. 9. Surface state after deposition (a) at T > -65°C for Si3N4 and T > -100°C for a-Si  

(b) at T ≤ -65°C for Si3N4 and T≤ -100°C for a-Si and (c) after etching for both materials  

Conclusion 

Quasi in situ XPS measurements have been carried out on a-Si and Si3N4 materials after a 

SiF4 / O2 plasma process at different temperatures. At -40°C, the composition of the grown 

SiOxFy layer is similar for both materials. At -65°C, the fluorine content of the SiOxFy layer 

significantly increases on Si3N4 whereas it remains at about the same level on a-Si. At -100°C, 

the fluorine content is high on both materials with about the same percentage. When the sample 

is warmed back to room temperature, the fluorine content on both materials significantly 
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decreases indicating that a significant part of the SiOxFy layer is composed F-based physisorbed 

species.  

 By taking advantage of this temperature dependency for F-rich species physisorption, it was 

possible to develop a nanoscale etching process with a selectivity as high as 13.5 between Si3N4 

and a-Si. It consists of an alternation of SiOxFy deposition step in SiF4 / O2 plasma and Ar 

removing step on the model of ALE processes. A temperature threshold between deposition 

and etching regimes has been evidenced: by decreasing the temperature, etching can dominate 

deposition in average per cycle. Close to -65°C, the deposited SiOxFy layer acts as an etch stop 

layer on a-Si while it contributes to etch Si3N4. On Si3N4, a part of the oxygen is consumed by 

reacting with N atoms leading to a lower concentration of oxygen in the SiOxFy. Thus, selective 

etching is achieved at this very temperature on SiOxFy during the argon plasma, which releases 

more fluorine that will etch the Si3N4. Close to -100°C, a F-rich SiOxFy layer is grown on both 

materials, causing etching on Si3N4 and a-Si at almost the same rate, with a loss of selectivity 

between the two materials. 

In conclusion, it is possible to tune the concentration of reactive species, more specifically 

fluorine, in the SiOxFy layer by modifying the sample temperature. The threshold temperature 

between deposition and etching per cycle is different between a-Si and Si3N4, which enables to 

achieve a high etching selectivity of Si3N4 over Si at nanoscale. 
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Figure captions 

Fig. 1. Ellipsometric parameters 𝐼𝑠 and 𝐼𝑐 measured and fitted as a function of the photon 

energy for a SiOxFy layer deposited at -40°C on (a) a-Si, (b) Si3N4 (Experimental conditions: 

SiF4 / O2: 25%, Source: 1500 W, 1.2 Pa, 30 s) 

Fig. 2. Sketch of the OPTIMIST Platform 

Fig. 3. Thickness variation of a-Si and Si3N4 at different temperatures, after SiF4 / O2 plasma 

(Experimental conditions: SiF4 / O2: 25%, Source: 1500 W, 1.2 Pa, 30 s) 

Fig. 4. XPS average quantification of the surface composition after SiF4 / O2 plasma and after 

warming the sample back to 20°C, (a) on a-Si and (b) on Si3N4 (Experimental conditions: 

SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 200 W) 

Fig. 5. XPS spectra on a-Si and Si3N4 coupon after SiF4 / O2 plasma exposure at -65°C 

(a) survey scan (b) F 1s, (c) O 1s, (d) Si 2p. For the latter (d) the “a-Si substrate” and “Si-N” 

components (dotted lines) are taken from the respective reference spectra. (Experimental 

conditions: SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 200 W) 

Fig. 6. (a) O 1s and (b) N 1s spectra on a-Si and Si3N4 coupon after SiF4 / O2 plasma exposure 

at -65°C and -100°C (Experimental conditions: SiF4 / O2 plasma: 25%, 30 s, 3 Pa, 200 W) 

Fig. 7. Time chart of the alternating process 

Fig. 8. Effect of the temperature in a process alternating SiF4 / O2 and Ar plasma (a) Thickness 

evolution measured by SE in kinetic mode during 8 cycles on a-Si (b) zoom on cycle #4 

at -65°C, (c) zoom on cycle #4 at -100°C, (d) thickness variation measured by ex-situ SE on 

a-Si and Si3N4 

Fig. 9. Surface state after deposition (a) at T > -65°C for Si3N4 and T > -100°C for a-Si  

(b) at T ≤ -65°C for Si3N4 and T≤ -100°C for a-Si and (c) after etching for both materials  
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