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Abstract 

Antimony sulfide-selenide (Sb2(S,Se)3) is a promising light-harvesting material for 

stable and high-efficiency thin-film photovoltaics (PV), because of its excellent light-

harvesting capability, abundant elemental storage, and excellent stability. This study 

aimed to expand the application of Sb2(S,Se)3 solar cells with a substrate structure as a 

flexible or tandem device. The use of a hydrothermal method accompanied by a post-

selenization process for the deposition of Sb2(S,Se)3 film based on the solar cell 

substrate structure was firstly demonstrated. The mechanism of post-selenization 

treatment on crystal growth promotion of Sb2(S,Se)3 film and the defect passivation of 

Sb2(S,Se)3 solar cell were revealed through different characterization methods. The 

crystallinity and the carrier transport property of the Sb2(S,Se)3 film improved, and both 

the interface defect density of Sb2(S,Se)3/CdS interface and the bulk defect density of 

Sb2(S,Se)3 absorber decreased. Through these abovementioned processes, the transport 

and collection of electronics can be improved, and the defect recombination loss can be 

reduced. By using post-selenization treatment to optimize the absorber layer, Sb2(S,Se)3 

solar cells with the configuration SLG/Mo/Sb2(S,Se)3/CdS/ITO/Ag achieved an 

efficiency of 4.05%. This work can provide valuable information for the further 

development and improvement of Sb2(S,Se)3solar cells. 

 

 

 

 



Introduction 

Recently, thin-film photovoltaic (TFPV) technologies have received an increasing 

amount of attention due to their advantages of high flexibility and low material 

consumption and are considered successors to silicon-based PVs. For example, 

cadmium telluride (CdTe) and copper indium gallium selenide (CIGS) have not only 

achieved efficiency rates of up to 22.1% and 23.35% in the laboratory, respectively, but 

also showed a decent current market share and potential for industrialization.1-2 

Nevertheless, the scarcity of In, Ga, and Te elements and the toxicity of Cd elements 

might hinder their further development. Thus, it is urgent to find some cost-effective, 

environmentally friendly, and intrinsically stable TFPV materials. Antimony 

chalcogenides Sb2(Sx,Se1-x)3 (0 ≤  x ≤  1) have emerged as highly promising 

candidates owing to their excellent photoelectric properties.3-6 As a promising absorber, 

Sb2(Sx,Se1-x)3 has a tunable bandgap (1.1–1.7 eV), a remarkable absorption coefficient 

at visible light (＞105 cm-1), excellent stability, and a low-toxicity component, which 

are essential for solar cells with high power conversion efficiency (PCE).7-9 Moreover, 

Sb2(S,Se)3 film has anisotropic electrical properties due to its stable single 

orthorhombic phase with a Q1D crystal structure.10-11 Conductivity along the (Sb4X6)n 

(X = S or Se) ribbons (c-axis) is much higher than in the other directions, which is 

beneficial for enhancing carrier transport and decreasing recombination losses; it is the 

intrinsic requirement for the high-efficiency solar cell.12-13 Over the past years, many 

methods have been developed to prepare Sb2(S,Se)3 absorber layers, such as vapor 

transport deposition (VTD), co-evaporation, and hydrothermal. Although the VTD and 



co-evaporation methods have achieved impressive efficiency, these methods have 

plenty of problems.14-15 For instance, the vaporized intermediate particles during the 

deposition would most likely generate defects that affect efficiency.3, 16 In addition, the 

solution-processed (spin coating followed by annealing) Sb2(S,Se)3 films demonstrate 

low crystallinity, which indicate low conductivity. Consequently, we adopted reactive 

hydrothermal deposition for the Sb2(S,Se)3 film fabrication because of its outstanding 

advantage of low-cost, improved film morphology and reduced defect. Up to now, the 

reported device structure of Sb2(S,Se)3 solar cells is divided into two types of structure: 

substrate and superstrate structures. The efficiency of the Sb2(S,Se)3 solar cell based on 

superstrate structure via hydrothermal deposition method has achieved the highest 

efficiency of 10%.3, 7, 17 Considering the simple preparation process and ohmic contacts 

for the Sb2(S,Se)3 layer, almost all the studies pay more attention to Sb2(S,Se)3 solar 

cells with superstrate structure. However, the substrate configuration of solar cells also 

has many advantages. For example, it is beneficial for tailoring the absorber layer 

independently, improving the interface quality, and absorbing sunlight directly; it has a 

significant application on flexible and tandem solar cells.18-19 However, Sb2(S,Se)3 thin-

film solar cell with the substrate structure is rarely studied. Therefore, further study of 

the Sb2(S,Se)3 thin-film solar cell with the substrate structure is needed. Past experience 

in well-developed photovoltaic technologies has demonstrated that post-treatment of 

light absorption materials is an effective method to optimize their crystallinity and 

electrical properties.17, 20 Each absorber material requires different post-treatments to 

control the grain growth and passivate defects. For instance, as for CIGS21-22, CdTe23-



24, and perovskite solar cells25-26, the post-treatment is quite distinct. Thus, it is a 

challenge to find suitable materials and appropriate post-treatment. The hydrothermal 

method as a useful method in film fabrication still has some shortcomings, such as weak 

crystallinity and preferred [hk0] orientation. The post-selenization process is the most 

common method, that can improve the crystallinity of the film, passivate the selenide 

vacancy, and suppress the recombination loss.27-28 Therefore, it is necessary to figure 

out the appropriate post-selenization treatment for the future development of highly 

efficient Sb2(S,Se)3 thin-film solar cells. 

In this work, we reported a post-selenization treatment for improving the performance 

of hydrothermal deposited Sb2(S,Se)3 thin film and its solar cells. By carefully 

controlling the selenization process, we discovered that the post-selenization treatment 

enhanced the crystallinity and quality of the absorber layer and passivated the defect 

both in the bulk and at the interface, which jointly enabled the improvement of the FF 

and JSC. Finally, we fabricated Sb2(S,Se)3 thin-film solar cells with the substrate 

configuration of SLG/Mo/Sb2(S,Se)3/CdS/ITO/Ag. The champion device achieved 

4.05% efficiency with a VOC of 463 mV, a JSC of 21.43 mA/cm2, and an FF of 41.10%. 

This study provided an effective post-selenization strategy for improving the quality of 

the Sb2(S,Se)3 film, thereby indicating a potential approach to the fabrication of high-

efficiency Sb2(S,Se)3 solar cells. 

 

 

 



Experimental detail 

Preparation of Sb2(S,Se)3 thin films.  

Prior to depositions, soda-lime glass (SLG) was ultrasonically cleaned in detergent, 

deionized water, isopropanol, and ethanol for 20 min each and dried in the oven for 10 

min. Then a Mo layer with a thickness of approximately 1 μm was sputtered on it via 

magnetron sputtering with two different working pressures. Before sputtering, the SLG 

was heated up to 200 °C. Then, the first Mo layer was sputtered under 1.5 Pa for 15 

min, and the DC power was fixed at 100 W. The second Mo layer was sputtered under 

0.5 Pa, and the DC power was fixed at 250 W. After that, the substrates were treated 

with plasma for 10 min to remove the organic residue from the surface. High purity 

argon gas (>99.999%) was used as the working gas, and the power was fixed at 100 W. 

The schematic of the preparation process of the Sb2(S,Se)3 thin-film solar cell is 

provided in Fig. 1. As shown in Fig. 1a, Sb2(S,Se)3 light absorber layer was fabricated 

by hydrothermal synthesis. The precursor solution was prepared by dissolving 0.267 g 

of K2Sb2(C4H2O6)2·3H2O, 0.794 g of Na2S2O3·5H2O, and 0.025 g of SeC(NH2)2 in 40 

mL DI water. In a typical process, this mixture was stirred at room temperature for a 

while until a uniform yellow solution was formed and then poured into the Teflon 

container. The as-prepared Mo substrate was transferred into a Teflon container and 

tilted against the wall at a suitable angle. To control the grains size, a hydrothermal 

reaction was carried out at different temperatures from 125 °C to 145 °C, with an 

interval of 10 °C. Besides, for the purpose of controlling the absorber layer thickness, 

the holding time was changed from 2.5 h to 5.5 h with an interval of 1 h. After that, 



samples were taken out, washed with DI water and ethanol, and blow-dried with 

compressed nitrogen. Fig. 1b illustrates that the as-deposited film was selenized in a 

tube furnace at different temperatures from 390 °C to 440 °C with 0.4 g high-purity Se 

powder. The chambers were evacuated using a mechanical pump, and high purity argon 

gas (>99.999%) was introduced to clarify the chambers exhaustively before 

selenization. Sufficient Se pressure was provided with a high working pressure of 5 × 

104 Pa to passivate the Se vacancy and obtain a suitable composition. 

Fabrication of Sb2(S,Se)3 thin-film solar cells.  

After deposition and selenization, the CdS thin film was prepared through the chemical 

bath deposition method in Fig. 1c. Then, the as-deposited CdS thin film was rinsed with 

DI water and ethanol and dried with nitrogen gas subsequently. As shown in Fig. 1d, 

an ITO window layer was deposited by magnetron sputtering. The ITO window layer 

was deposited via 120 W RF power, and the deposition time was fixed at 25 min. The 

thickness of the ITO layer was about 400 nm. Ultimately, silver grids were evaporated 

on the surface of the obtained Mo/Sb2(S,Se)3/CdS/ITO stacked layer by the thermal 

evaporation method. Finally, the Sb2(S,Se)3 solar cells were fabricated with a 

designated area of approximately 0.16 cm2 in Fig. 1e, and the active area was 0.14 cm2. 

Characterizations., 

A field-emission scanning electron microscope (SEM, Zeiss SUPRA 55) with an 

attached energy-dispersive X-ray (EDX) detector (BRUKER QUANTX 200) was used 

to measure the film morphologies, the chemical compositions, and elemental 

distribution. The crystal structure of the samples was characterized by an Ultima-iv X-



ray diffractometer with Cu Kα as the radiation source under the operation conditions of 

40 kV and 40 mA from 10° to 60°. Raman spectroscopy was performed at room 

temperature using a Raman spectrometer (InVia, Renishaw Inc., UK) equipped with a 

green laser (532 nm). The photo-electro-chemical (PEC) properties of the thin films 

were characterized by using a CHI660e electrochemical workstation with a 

conventional three-electrode configuration. Ag/AgCl in saturated KCl was the 

reference electrode, Pt-wire was the counter electrode, and the Sb2(S,Se)3 photocathode 

was the working electrode. It was performed under 100 mW/cm2 AM 1.5G simulated 

sunlight illumination in 0.5 M H2SO4 electrolyte. The current density−voltage (J−V) 

curves of the Sb2(S,Se)3 devices were measured using a multimeter (Keithley, 2400 

Series) under 100 mW/cm2 AM 1.5 G light illumination at room temperature, which 

was calibrated by using a standard Si reference cell. The external quantum efficiency 

(EQE) spectra were obtained on a solar cell quantum efficiency measurement system 

(Zolix SCS101 system) and a Keithley 2400 source meter. The capacitance-voltage (CV) 

and drive-level capacitance profiling (DLCP) were measured using a parameter 

analyzer (Keithley, 4200A-SCS) with a cryogenic platform (JANIS). The CV profiling 

measurement was performed at 30 mV, with a 50 kHz AC excitation source at a DC 

bias from 0 V to −0.25 V at room temperature. The DLCP measurements were 

performed with an AC amplitude from 20 mV to 140 mV and a DC bias voltage from 

−0.2 V to 0.2 V at a frequency of 50 kHz. The admittance spectroscopy (AS) 

measurement (Victor, Digital LCR meter) was carried out within the frequency range 

of 100–1 MHz at a temperature range of 180–330 K (Lake Shore, 325 cryogenic 



temperature controller). The bandgap structure of the Sb2(S,Se)3 thin film was 

characterized by ultraviolet photoelectron spectroscopy (UPS; Thermo Fisher, USA), 

and a He (I) discharge lamp (21.22 eV) was used as the UV light source. Work function 

(Wf) and low binding energy tail threshold that refer to the energy difference between 

the valence band maximum and the Fermi level of the semiconductors were obtained. 

The work function (Wf) was calculated by subtracting the binding energies of the 

secondary electron cutoffs (Ecutoff) from the excitation light energy (hυ, 21.2 eV). 

 

Fig. 1. Schematic diagram showing the complete fabrication process of Sb2(S,Se)3 solar 

cell device. (a) hydrothermal process for Sb2(S,Se)3 thin film. (b) Post-selenization heat 

treatment of Sb2(S,Se)3. (c) CdS buffer layer deposited via chemical bath deposition 

(CBD) method. (d) ITO layer deposited by magnetron sputtering. (e) Schematic 

configuration of the final Sb2(S,Se)3 device. 

 

 



Result and discussion 

Effect of selenization treatment on the performance of Sb2(S,Se)3 thin films 

To enable the film deposition on the Mo structure, we applied a plasma etcher to remove 

the organic residue from the surface. I–V characteristics of Sb2(S,Se)3 devices based on 

Mo structure with or without plasma treatment, as depicted in Figure S1. Notably, a 

decent surface is beneficial for film growth. After plasma treatment, the conductivity 

was enhanced from 0.0727 S m−1 to 0.268 S m−1. This improved electrical property is 

expected to enhance the photovoltaic performance of solar devices. Furthermore, to 

investigate the relationship between the deposition parameters and the quality of the 

absorber, a series of Sb2(S,Se)3 thin film deposition experiments was carefully designed. 

Fig. 1a-c shows that as measured by SEM, when the holding time was fixed at 2.5 h, 

and the temperature changed from 125 °C to 145 °C with an interval of 10 °C, the grain 

size of the Sb2(S,Se)3 absorber first increased and then became nanoarray with 

increasing temperature. This funding was likely due to the fact that high deposition 

temperature may change the nucleation and crystal growth process.29 When the 

temperature was fixed at 135 °C, and the holding time was increased from 2.5 h to 5.5 

h, the thickness of the Sb2(S,Se)3 absorber increased with increasing holding time, as 

seen in Figure S2. This experiment aimed to optimize the thickness to fabricate enough 

thickness of Sb2(S,Se)3 absorber layers and to absorb enough light. Finally, the best 

deposition parameters (holding time and deposited temperature) were fixed at 5.5 h and 

135 °C, respectively. The grain size was too small to efficiently transport the electricity. 

As shown in Figure S3, the XRD pattern revealed that the as-deposited Sb2(S,Se)3 thin 



film was an amorphous thin film. Therefore, to improve the crystallinity of thin films 

and the carrier transport rate, further post-treatment was necessary for Sb2(S,Se)3 thin 

films.  

 

Fig. 2. Plane SEM images of Sb2(S,Se)3 precursor thin film deposited by hydrothermal 

for (a) 125 °C, (b) 135 °C and (c) 145 °C, respectively. And Plane SEM images of 

Sb2(S,Se)3 thin film selenized at (d) 390 °C, (e) 400 °C, (f) 410 °C, (g) 420 °C, (h) 

430 °C and (i) 440 °C. 

 

A smooth and uniform surface is a necessary condition in thin-film solar cells for high-

performance devices.30 Herein, a post-selenization treatment was introduced to modify 

the surface of the Sb2(S,Se)3 thin films. To establish the relation of selenization 

parameters for modifying the thin film morphology, a series of experiments was carried 

out to study the relationship between the selenization parameters and the quality and 



chemical composition of Sb2(S,Se)3 thin films on Mo substrate. The top-view SEM 

images are presented in Fig. 2d-i. When the selenization time was fixed at 25 min at a 

selenization temperature of 390 °C, the thin film was composed of tiny grains. The 

particles grew together under a post-selenization. For the thin films selenized at 400 °C, 

410 °C, and 420 °C, the higher the increase in temperature was, the more compact and 

uniform the coverage of the surface was. This phenomenon can be explained by the 

regrowth of the thin film under the selenium atmosphere. Notably, much larger grains 

with sizes over 1 μm can be observed on the film surface when the selenization process 

was conducted at 430 °C, and they showed the features of compactness and 

homogeneity. Further improving the temperature led to emerging decomposition, and 

distinct micro-voids were obtained at a high temperature of 440 °C, as depicted in Fig. 

2i. This situation can be attributed to Se re-evaporation from Sb2(S,Se)3 or film 

decomposition under high temperature.28 The chemical composition results of the 

Sb2(S,Se)3 thin films analyzed by energy-dispersive X-ray spectroscopy (EDS) are 

summarized in Table 1. Sulfur evaporates more easily at high temperature compared 

with selenium, because the saturated vapor pressure of sulfur is higher than that of 

selenium.31 With increasing temperature, a large amount of selenium replaced the sulfur, 

because sulfur reevaporated from the thin film.32 However, for the thin film selenized 

at 440 °C, the atomic percentage of antimony decreased, suggesting partial 

decomposition of the thin films due to excessive temperature, which is consistent with 

the SEM result (Fig. 2i).  

 



Table 1 Chemical composition of the Sb2(S,Se)3 thin films deposited at different 

selenization temperatures. 

Sample Sb (%) S (%) Se (%) 

390 °C 40.5 22.37 37.13 

400 °C 39.26 19.51 41.23 

410 °C 38.72 16.32 44.96 

420 °C 38.09 14.82 47.09 

430 °C 38.42 9.27 52.31 

440 °C 35.87 9.21 54.92 

 

To determine the reason for the improved quality after selenization treatment, a series 

of experiments in terms of thin-film characterization was designed. As shown in Fig. 

3a, the Raman spectra of the Sb2(S,Se)3 thin-film exhibited two major peaks at 191 and 

210 cm−1, which could be ascribed to the Sb-Se vibration and heteropolar Sb-Se 

stretching vibration in Se chains, respectively.33 The absence of other observable 

characteristic peaks, such as Sb-S bond vibration (282 and 310 cm−1)34, which could be 

due to the complete selenization of the Sb2(S,Se)3 thin-films surface, was noted. Only 

a little sulfur remained with a strong chemical bond at the back interface. Moreover, as 

the selenization temperature was rising, the dominant peak at 191 cm−1 was sharper and 

the peak at 210 cm−1 disappeared.27 As the selenization temperature increased, the 

crystallinity and purity of the samples were enhanced. To further study the effect of 

selenization treatment on the crystallization property of Sb2(S,Se)3 film, X-ray 



diffraction (XRD) patterns were recorded for Sb2(S,Se)3 films at different temperatures. 

Compared with the standard pattern of Sb2S3 (JCPDS Card No. 42-1393), X-ray 

diffraction peaks of Sb2(S,Se)3 shifted to the lower 2-Theta angles without any 

detectable impurities or secondary phase after selenization treatment. The enlarged 

lattice spacing issues could be explained by the big atom Se replacing the small atom 

S, which led to the expansion of the unit cell volume during the selenization treatment.35 

As the temperature increased from 390 °C to 430 °C, an obvious increase in peaks 

intensities was observed, which suggested the increasing crystallinity of the Sb2(S,Se)3 

thin films upon selenization treatment. Until the temperature reached 440 °C, the 

intensities of the peaks tended to decrease, because high temperature led to film 

decomposition, which was consistent with the SEM results. Compared with the 

hydrothermal deposition on the FTO structure, the XRD pattern of Sb2(S,Se)3 thin films 

deposited on the Mo structure showed that the growth direction was dominated by the 

[hk1] direction, which was beneficial for carrier transport along the [hk1] direction. The 

texture coefficient (TC) was further introduced to investigate the thin film growth 

orientation.10, 36 It could be calculated according to the following equation37： 

𝑇𝑇𝑇𝑇(ℎ𝑘𝑘𝑘𝑘) =
𝐼𝐼 (ℎ𝑘𝑘𝑘𝑘)
𝐼𝐼0(ℎ𝑘𝑘𝑘𝑘)

/(
1
𝑁𝑁
�

𝐼𝐼(ℎ𝑖𝑖𝑘𝑘𝑖𝑖𝑘𝑘𝑖𝑖)
𝐼𝐼0(ℎ𝑖𝑖𝑘𝑘𝑖𝑖𝑘𝑘𝑖𝑖)

𝑁𝑁

𝑖𝑖=1

                                                                            (1) 

where I(hkl) is the measured diffraction intensity of the (hkl) plane, I0(hkl) is the 

reported diffraction intensity in the standard PDF card, and N is the number of peaks 

adopted in the calculation. Fig. 3d shows that the reduction of the TC of the (hk0) planes 

and the increase of the TC of the (hk1) planes when the temperature increased from 



390 °C to 440 °C. Notably, when the temperature was fixed at 430 °C, the smallest TC 

of (hk0) planes and the highest TC of (hk1) planes can be observed. According to the 

previous research, the high TC of a diffraction peak demonstrated the preferred 

orientation and an increase in packing density along this designated direction.38 

 

Fig. 3. (a) Raman spectra of the Sb2(S,Se)3 thin film under different salinization 

conditions. (b) enlarged region of the Raman spectra from 180 to 215 cm-1. (c) XRD 

patterns, (d) texture coefficients, (e) Current Density-potential Voltage, and (f) 

electrochemical impedance spectroscopies of the Sb2(S,Se)3 thin film under different 

selenization conditions, the inset is the equivalent circuit model. 

 

To further investigate the function of selenization treatment, the photoconductive 

characteristics of the Sb2(S,Se)3-based thin films were measured via the classical 3-

electrode photoelectrochemical (PEC) measurements. These electrodes were 

simultaneously immersed into the electrolyte (0.5 M H2SO4 solution) and underwent 



AM 1.5G light illumination. The chopped light can be obtained by a mechanical 

chopper at a frequency of 5 Hz. The chopped light determined current density versus 

voltage curves as depicted in Fig. 3e. The Sb2(S,Se)3-based thin films under different 

selenization temperatures were used as the working electrode. All the Sb2(S,Se)3-based 

thin films can produce a photocurrent density at negative bias, even with no 

photocurrent density at positive bias, which indicated its P-type conductive character.39 

The photocurrent density at −0.4 V were −3.338, −3.375, −3.677, −3.840, −4.414, and 

−3.467 mA/cm2, respectively. Interestingly, the trend of photocurrent density variation 

was consistent with a previous experiment’s results, further confirming the 

enhancement of crystallinity and quality of the Sb2(S,Se)3 thin films. The impedance of 

electron transport of Sb2(S,Se)3 thin films with selenization treatment was diagnosed as 

shown in Fig. 3f. The inset of Fig. 3f exhibits the equivalent electronic circuit that was 

used to fit the impedance spectra, in which Rs was the series resistance, and the Rrec was 

the recombination resistance.40 The impedance of Sb2(S,Se)3 thin films decreased first 

as the selenization temperature increased because post-selenization treatment led to the 

enhancement of crystallinity. Further annealing at 440 °C led to thin-film 

decomposition. The crystallinity of the film increased with the selenization temperature, 

which was undoubtedly beneficial for carrier transport. However, the film decomposed 

at high temperature led to chemical composition shifts. According to Fig. 3f, due to the 

decomposition of Sb2(S,Se)3 film, the electron transport impedance of Sb2(S,Se)3 film 

increased to a certain extent.41 

Overall, by carefully optimizing the selenization treatment parameters, we found that 



selenization temperature plays an important role in obtaining high-quality Sb2(S,Se)3 

film. A suitable temperature would enhance crystallinity and improve the quality of the 

films, whereas improper temperature would lead to decomposition of the Sb2(S,Se)3 

film, thereby hindering the carrier transport. It was not suitable for device fabrication. 

Finally, the best parameters of selenization were fixed at 430 °C and 20 min for the 

temperature and holding time, respectively. 

Effect of selenization treatment on the performance of Sb2(S,Se)3 solar cells 

To visualize the validity of this selenization treatment, Sb2(S,Se)3 solar cells were 

fabricated using the optimized films with a device configuration of 

Mo/Sb2(S,Se)3/CdS/ITO/Ag. For clarity of description, the samples with different 

selenization temperatures were marked as SS1, SS2, and SS3 for 420 °C, 430 °C, and 

440 °C, respectively. J-V curves shown in Fig. 4a easily demonstrated that the 

hysteresis effect was negligible because of the nearly overlapping J-V curves in the 

forward and reverse scan directions. The SS2 exhibited the best performance among 

these devices, and the detailed PV parameters are provided in Table 2. The best device 

derived from the optimized Sb2(S,Se)3 thin film exhibited a conversion efficiency of 

4.05% with a VOC of 463 mV, a JSC of 21.43 mA/cm2, and an FF of 41.10%. Notably, 

the improvement of the efficiency after optimization was attributed to the synergetic 

improvement of VOC, JSC, and FF, which demonstrated that the suitable selenization 

treatment may improve the crystalline and the carrier transport quality of Sb2(S,Se)3 

absorber in addition to the quality of Sb2(S,Se)3/CdS interface. Moreover, the improved 

FF from 38.80% to 41.10% indicated that the improved crystallinity and the decreased 



impedance of electron transport may optimize the interface or bulk defects in the 

Sb2(S,Se)3 solar cell. This will be discussed in detail in the following section. 

Additionally, the statistics of performance parameters from the three devices 

demonstrated the good repeatability of fabrication, as observed in Figure S4. However, 

the SS3 device exhibited the worst performance, which can be explained by the fact 

that the decomposition of the Sb2(S,Se)3 film led to the increased impedance of electron 

transport, as shown in Fig. 3. This is harmful for fabrication of the solar cell. Overall, 

compared with the FTO-structure-based device, the best efficiency of the Mo-structure-

based device can potentially be obtained through post-selenization treatment.  

 

Fig. 4. Device performance characterizations of the Sb2(S,Se)3 solar cells. (a) J-V 

curves with different scanning directions and (b) EQE spectrums and the integrated Jsc 



of the SS1, SS2, and SS3 devices. (c) Cross-sectional SEM image of the SS2 device. 

(d) C-V profiling and DLCP profiling of the SS1, SS2, and SS3 devices. 

 

Table 2 Device parameters of the Sb2(S,Se)3 solar cell deposited at different 

selenization temperatures. 

Sample VOC  

[V] 

JSC 

[mA/cm2] 

FF 

[%] 

PCE  

[%] 

RS  

[Ω] 

RSH 

[Ω] 

A J0 

[mA/cm2] 

Eg  

(eV) 

VOC, def [V] 

Eg/q−VOC 

SS1 0.452 13.34 38.80 2.28 95.6 639.1 2.09  1.30 × 10-4 1.51 1.058 

SS2 0.463 21.43 41.10 4.05 66.9 630.7 1.87  2.88 × 10-4 1.46 0.997 

SS3 0.362 9.48 30.13 1.03 189.4 423.1 2.91  1.60 × 10-2 1.42 1.058 

 

To further evaluate the quality of the optimized Sb2(S,Se)3 device, the external quantum 

efficiency (EQE) spectra of the above devices are presented in Fig. 4b. The response 

of the Sb2(S,Se)3 solar cell was in the range of 300–1100 nm. There was no doubt that 

the EQE loss in the range below 500 nm resulted from the parasitic absorption caused 

by the CdS, which was consistent with previously reported Sb2(S,Se)3 solar cells.42 

Similar absorption was observed in the short wavelength range, thereby demonstrating 

the same property of N-type layers. Observably, the EQE result of the SS2 device was 

better than those of the others. The EQE response of the SS2 device reached over 70% 

in the 550–650 nm wavelength region. The increased EQE value in the range of 300–

500 nm can be attributed to the improved quality PN junction. The enhancement in the 

range of 550–1000 nm was presumably due to the promoted crystallinity of the 



absorber and the quality of the back interface. For the other devices, the obvious 

decrease in this region was probably due to a slower extraction and more serious 

recombination of minority carriers in the bulk of the absorber film. By integrating the 

EQE spectra, the JSC values for the three devices were 10.51, 18.12, and 7.49 mA/cm2, 

which agreed well with the JSC from the J-V curve. Moreover, the band gaps of all 

absorbers were calculated by extrapolation of (d(ln(1−EQE)/dE) versus E plots and 

were estimated to be around 1.51, 1.46, and 1.42 eV for SS1, SS2, and SS3 devices, 

respectively (Figure S5). After the selenization process, the band gap decreased with 

increasing temperature because many selenium atoms replaced the sulfur atom. With a 

smaller bandgap, the broader absorption allowed the absorption of more photons.31 So, 

the increase of JSC can be explained by the improvement of the EQE. The cross-

sectional SEM images for SS1, SS2, and SS3 devices are presented in Figs. 4c and S6. 

The SEM image of the SS2 device presented a compact absorber and decent back 

interface, which was beneficial for device fabrication. However, many small holes were 

present at the interface between the Sb2(S,Se)3 absorber and Mo layer, which 

aggravated interfacial recombination and seriously affected the extraction and transport 

of carriers,43 as shown in Figure S6a. Additionally, as the yellow dotted box showed in 

Figure S6b, the absorber layer decomposed and the CdS buffer layer was in direct 

contact with the Mo structure, thereby causing the battery to have a short circuit and 

affecting device efficiency.  

The junction-dependent electrical behaviors of the three devices were systematically 

estimated by treating the dark J-V characteristic curves (FigureS7). The values of 



ideality factor (A), the reverse saturated current (J0), and the shunt conductance (G) and 

resistance (R) are presented in Table 2. These can be calculated by using the single 

exponential diode equation18: 

𝐽𝐽 = 𝐽𝐽0𝑒𝑒𝑒𝑒𝑒𝑒 �
𝑞𝑞
𝐴𝐴𝑘𝑘𝑇𝑇

 (𝑉𝑉 − 𝐽𝐽𝐽𝐽)� + 𝐺𝐺𝑉𝑉 − 𝐽𝐽𝐿𝐿                                                                             (2) 

Notably, compared with SS1 device, the A value of SS2 device decreased from 2.09 to 

1.87, and the J0 value was reduced from 1.30×10−4 mA/cm2 to 2.88×10−4 mA/cm2, 

thereby implying that the heterojunction quality of SS2 device became better and 

indicating the optimized interface recombination. The A value of SS3 device reached 

2.91, and the J0 of 1.6×10−2 mA/cm2 was poor, which indicated that the most severe 

interface recombination resulted in the lowest efficiency. According to the above 

experimental results, we preliminarily assumed that the enhancement of device 

efficiency by selenization treatment was attributed to the fewer defects at the 

heterojunction interface. To further attest to this assumption, the capacitance−voltage 

(C−V) and deep-level capacitance profiling (DLCP) measurements were introduced to 

characterize the defect density at the Sb2(S,Se)3/CdS interface and the quality of the 

Sb2(S,Se)3/CdS heterojunction. According to literature, the carrier doping density 

obtained from CV profiling mainly represented responses from free carriers, bulk 

defects, and interfacial defects, whereas that obtained from DLCP profiling only 

reflected responses from free carriers and bulk defects.18 So, the discrepancy in the 

doping density between CV and DLCP resulted indirectly reflects the information of 

interfacial defects. The plots of NCV and NDLCP against the profiling depth x can be 

calculated by the following equation44: 



𝑁𝑁𝐶𝐶𝐶𝐶 =
−2ɛ𝑟𝑟,𝑛𝑛𝑁𝑁𝐷𝐷

�
d � 1

C2�
dV �𝑞𝑞𝐴𝐴2ɛ0ɛ𝑟𝑟,𝑛𝑛ɛ𝑟𝑟,𝑝𝑝𝑁𝑁𝐷𝐷 + 2ɛ𝑟𝑟,𝑝𝑝

                                                                       (3) 

𝑁𝑁𝐷𝐷𝐿𝐿𝐶𝐶𝐷𝐷 = −
𝑇𝑇03

2𝑞𝑞ɛ0ɛ𝑟𝑟,𝑝𝑝𝐴𝐴2𝑇𝑇1
,                                                                                                     (4) 

𝑒𝑒 =
ɛ0ɛ𝑟𝑟,𝑝𝑝𝐴𝐴

C0
                                                                                                                               (5) 

where ND is the doping density of CdS; A is the device area; εr,n and εr,p are the relative 

permittivity of CdS and Sb2(S,Se)3, respectively; and C0 and C1 are two quadratic fitting 

parameters derived from the DLCP curves. As shown in Fig. 4d, the depletion layer 

width (Wd) can be deduced from the CV curves. There were 158, 181, and 154 nm for 

SS1, SS2, and SS3 devices, respectively. Usually, a larger depletion region was 

beneficial for enhancing the separation and extraction of carriers, thus leading to the 

increase of JSC.41 The doping density values obtained from CV (NCV) curves and DLCP 

(NDLCP) of SS1 device were 2.22 × 1017 and 1.71× 1017 cm−3, respectively, the disparity 

between NCV and NDLCP was 5.1 × 1016 cm−3. Apparently, a smaller difference in doping 

density profiles was found between CV and DLCP for the SS2 device than that for the 

SS1 device. The NCV and NDLCP doping densities slightly decreased to 1.19 × 1017 and 

1.00 × 1017 cm−3, respectively. Hence, the interface defect density of the SS2 device 

was 1.90 × 1016 cm−3, which was lower than that of the SS1 device. The interface 

defects density decreased, thereby indicating that carriers are not easily captured as 

recombination centers and are more easily transported at the interface; thus, the 

collection of carriers improved, and performance of the device increased.45 

Nevertheless, the interface defect density of the SS3 device reached 2.22 × 1017 cm−3, 



which was an order of magnitude higher than those of other devices. This finding 

demonstrated that there were severe recombination losses at the interface, which led to 

poorer device performance. This result was in accordance with our assumption. 

 

Fig. 5. (a-c) Capacitance−frequency−temperature (C−f−T) spectra, (d-f) the Arrhenius 

plots of ω0/T2 versus 1000/T for a defect (the defect activation energies (Ea) were 

calculated for each defect and are shown inside the figure) and (g-i) defect densities of 

the defect derived from the admittance spectra of SS1, SS2, and SS3 devices, 

respectively. 

 

To obtain the relative quantitative information about the carriers and the deep level 

defect concentrations, the admittance spectroscopy (AS) measurements were applied. 



Fig. 5a-c demonstrates the temperature-dependent capacitance-frequency (C-f-T) 

spectra obtained over the temperature range of 180 K to 330 K at steps of 5 K of the 

devices. The spectra were measured in the dark from 102 Hz to 106 Hz, with an AC 

voltage of 25 mV and DC bias of zero during the measurement. According to previous 

literature, the capacitance response at low frequency represents the deep level traps and 

free carriers, whereas the capacitance at high frequency represents the response of the 

free carrier density.46 In Fig. 5b, the capacitance of the SS2 device demonstrated a 

smaller change as a function of frequencies and temperatures when compared with the 

other two devices, indicating the lower defect density for the device. Moreover, as 

capacitance of data converges at low temperature and high frequency, it was probably 

determined by the geometric capacitance of the devices due to carrier freeze-out.47-48 

Fig. 5d-f shows the Arrhenius plot for the inflection points in the three admittance 

spectra, respectively. The inflection point frequency ω0 of each CF curve was derived 

from the angular frequency point ω at the maximum of the ωdC/dω plot. The fitting of 

the Arrhenius plot was according to the following equation14: 

ω0 = 2𝜋𝜋ν0𝑇𝑇2exp (
−𝐸𝐸𝑎𝑎
𝑘𝑘𝑇𝑇

)                                                                                                        (6) 

where ν0 is the attempt-to-escape frequency; ω0 is the inflection point frequency; k is 

the Boltzmann constant; and Ea is the defect activation energy, the energetic depth of 

the defect relative to the corresponding band edge. The Ea can be extracted from the 

plot of ln(ω/T) ~ 1000/T. The Ea was around 468, 449, and 475 meV for the SS1, SS2, 

and SS3 devices, respectively. According to a previous study on first-principle 

calculation, there were mainly two defects in Sb2(S,Se)3; one can be ascribed to 



selenium vacancy (Vse), and the other can be ascribed to antimony antisite (Sbse). It was 

logical that both defects were present in the device.14 Considering that only one defect 

level was detected in the AS measurement, we tentatively attributed Vse and Sbse to the 

dominant defect of our devices. A general decrease of activation energy with optimizing 

the selenization treatment parameter was clearly visible in the AS data. The change of 

defect activation energy in three devices likely corresponded to the shifts of the valence 

band maximum that resulted from the different selenization temperatures in the 

Sb2(S,Se)3 absorber. The S p level was lower than Se. Thus, the VBM of the sulfides 

was lower than that of the selenides.31 With increasing selenization temperature, the 

valence band moved up, potentially yielding defects with lower ionization energies, 

which was beneficial for reducing the recombination losses. High activation energies 

tended to act as more effective recombination centers, thus hindering the carrier 

transport.49 The activation energy of the SS1 device was higher than that of the SS2 

device, demonstrating the more serious recombination loss in the SS1 device. This 

observation was also correlated with EQE (Fig. 4b). Moreover, the SS3 device 

exhibited a much lower EQE response, which can possibly be explained by significant 

recombination losses due to increased defect activity, resulting in a more severe decline 

in device performance. 

To further evaluate the defects, the defect density values of the three devices were 

Gaussian fitted using the Kimerling model based on the following equation50: 

𝐸𝐸(ω) = kT ln�
2𝜋𝜋ν0𝑇𝑇2

ω
�                                                                                                        (7) 



 𝑁𝑁𝑡𝑡�𝐸𝐸(ω)� = −
𝑉𝑉𝑑𝑑
𝑞𝑞ω

𝑑𝑑𝑇𝑇
𝑑𝑑ω

ω
kT

                                                                                                     (8) 

where E is the energetic distance between the defect energy level and the VBM or CBM, 

Vd is the built-in voltage of the heterojunction (as depicted in Figure S8), and ω is the 

angular frequency. The fitted defect density plots of the three devices are shown in Fig. 

5g-i, which represented the situation in a small range. Notably, the efficiency of the 

device was not only positively associated with the defect density, but also the activation 

energy of the defect was. The integrated defect densities of the three devices are 1.84× 

1017, 8.38× 1016, and 3.89× 1017 cm−3, respectively. With increasing the defect density, 

it was much easier for the defect to act as a recombination center, thus yielding 

recombination losses both in Sb2(S,Se)3 absorber and heterojunction interface and 

weakening the device performance. The SS2 device presented the lowest defect density, 

because the Sb2(S,Se)3 absorber under an optimized selenization temperature (430 °C) 

can effectively passivate the defect for the device. 



 

Fig. 6. Secondary electron cut-offs and valence band edge were estimated from the UPS 

spectra of (a-b) SS1, (c-d) SS2, and (e-f) SS3 thin film, respectively. (g) schematical 

diagram of the band alignment about SS1, SS2, and SS3 devices. 

 

We analyzed the device performance from the energy level perspective, because the 

device performance had a strong correlation with the band-gap alignment. The band 

level of Sb2(S,Se)3 film was measured by UPS, as shown in Fig. 6a-c. The cutoff edge 

(Ecutoff) values of SS1, SS2, and SS3 devices near the surface were 16.64, 16.86, and 

17.43 eV, respectively. The distance from the vacuum level to the Fermi level can be 

calculated by the following equation51: 

𝜑𝜑 = h𝜐𝜐 − E𝑐𝑐𝑐𝑐𝑡𝑡𝑐𝑐𝑐𝑐𝑐𝑐                                                                                                                     (9) 

where h𝜐𝜐 is the ultraviolet photoelectron energy of 21.22 eV. The Fermi level were 



calculated to be 4.58, 4.36, and 3.79 eV for SS1, SS2, and SS3, respectively. Finally, 

according to the Eonset values, the valance band maximum (VBM) values of the SS1, 

SS2, and SS3 were estimated to be -5.089, -5.008, and -4.874 eV, respectively. 

According to Figure S5, the bandgap of the SS1, SS2, and SS3 were 1.51, 1.46, and 

1.42 eV, respectively. As a result, the conduction band minimum (CBM) values of the 

SS1, SS2, and SS3 is estimated to be -3.579, -3.548, and -3.454 eV, respectively. In 

comparison, the Fermi energy of SS2 was upshifted to 4.36 eV, which may likely 

increase the conductivity of Sb2(S,Se)3 film. This can be confirmed by PEC 

measurement (Fig. 3e). The Fermi energy of SS3 was upshifted to 3.787 eV, which was 

different from the other two device. This may be due to the decomposition of the film 

at higher selenization temperature. The band alignment diagram of our device is 

illustrated in Fig. 6d; the energy levels of CdS and ITO were obtained from the 

literature.28 A favorable CBO is regarded to be 0–0.3 eV with a spike-like alignment, 

which can impede the recombination of carriers at the interface and thus improve the 

quality of the PN junction.45, 52 However, all the devices presented the “clifflike” 

structure and the CBO values of the SS1, SS2, and SS3 are estimated to be 0.421, 0.452, 

and 0.546 eV. The CBO of the SS3 device was up to 0.546 eV, which was far from the 

ideal band alignment. Thus, this may be one of the main reasons for the low efficiency 

of the device. To further improve the device performance, the most important thing to 

do is to optimize the band alignment. For example, optimizing the back contact, 

interface modification, and chemical etching may be beneficial for obtaining ideal band 

alignment.42, 45, 53 



Conclusions 

Sb2(S,Se)3 light absorbing thin films were successfully fabricated via an effective two-

step deposition process involving pre-hydrothermal and post-selenization. The 

Sb2(S,Se)3 thin film solar cell with a substrate configuration of 

SLG/Mo/Sb2(S,Se)3/CdS/ITO/Ag was constructed, and the mechanism of the post-

selenization treatment on crystal growth of Sb2(S,Se)3 thin film and the performance of 

its device were carefully explored. The thin film under 430 °C selenization showed 

improved crystallinity and larger crystal grains. Meanwhile, the interface defect density 

can be decreased from 5.1 × 1016 cm−3 to 1.9 × 1016 cm−3, the defect activation energy 

estimated from the AS can be decreased from 468 meV to 449 meV, and the defect 

density of absorber bulk can be decreased from 1.84× 1017 cm−3 to 8.38× 1016 cm−3. By 

these abovementioned changes, the defect recombination loss both in interface and bulk 

can be greatly decreased. The champion device exhibited 4.05% efficiency with a VOC 

of 463 mV, a JSC of 21.43 mA/cm2, and FF of 41.10%. This study demonstrated the 

great potential of the hydrothermal and post-selenization method in the fabrication of 

high efficiency Sb2(S,Se)3 thin film solar cells based on substrate structure.  

Supporting information 

Additional SEM images and XRD of precursor film morphology and Electrical 
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