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ABSTRACT. One of the questions not yet elucidated in the electrocatalytic oxidation of glucose 

is whether the first step of dehydrogenating proton-coupled electron transfer (PCET) concerns 

the hydrogen directly bound to anomeric carbon (-anomer) or that bound to oxygen of the 

anomeric carbon (-anomer). The knowledge is necessary for renewable-energy-powered 

electrosynthesis of chemicals/fuels. To decipher that, we have used -D-, -D- and D-glucose 
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models to interrogate the electrocatalysis of the glucose anomers in neutral and alkaline pHs. We 

have also optimized a pulse methodology to directly grow surfactant- and binder-free gold 

particles onto the gas diffusion electrode (GDE) as freestanding electrocatalysts to bridge the 

scales between fundamental and applied research in fuel cells and electrolysis. Cyclic 

voltammetry measurements show that the electrooxidation of all the glucose anomers starts at a 

potential region where the gold surface is not yet fully oxidized and is dominated by the 

dehydrogenating adsorption of glucose, which rules out the hypothesis that glucose first adsorbs 

on hydroxylated gold surface. The results in neutral pHs highlight the better electrocatalytic 

reactivity of -anomer over -anomer and the opposite in alkaline pHs, which invalidates the 

traditional thoughts that the -anomer would always be the most reactive. Potential-dependent 

energy profiles computed by density functional theory (DFT) mainly confirm the promoted 

approach by the OH of the anomeric carbon (-anomer). The deciphering of the electrocatalytic 

reactivity of glucose anomers at GDE-Au electrocatalysts, where gluconate is the main oxidation 

product at high selectivity and faradaic efficiency (>80%), opens opportunities to stimulate the 

electrosynthesis of renewable platform chemicals from the cellulosic biomass. The high 

selectivity and faradaic efficiency towards gluconate, a commodity renewable chemical, opens 

opportunities to stimulate the biomass-fuelled electrosynthesis. 

Table of Contents (TOC) graphic.   
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1. INTRODUCTION 

Over the last decades, the (bio)electrocatalysis of glucose has been aiming to harvest electrical 

energy from (bio)fuel cells for powering small devices.
1-2

 Recently, the (bio)electrooxidation of 

glucose has appeared as a powerful tool for the electrosynthesis of important commodity 

chemicals (gluconate, etc.) to manufacture biodegradable polymers, detergents, soaps, food 

ingredients, etc. in a green fashion with low environmental impacts.
3-5

 Indeed, glucose is the 

monomer of cellulose, the most abundant biopolymer accounting for 35-50% of the total 

biomass. Hence, the fundamental understanding of its (electro)catalytic reactivity is of even more 

importance as it bridges the gap in understanding the reactivity and valorization of the cellulosic 

biomass.
4,6

 Today, in order to achieve real devices, a better knowledge of how glucose reacts is 

missing for a better control of the selectivity at high current density and of the stability of the 

whole process. 

The most debated fundamental question regarding the glucose oxidation on catalytic surfaces 

is whether the initial proton-coupled electron transfer (PCET), is the dehydrogenation of 

anomeric carbon (C–H activation, -anomer) or the deprotonation of hydroxyl group bound to 

anomeric carbon (O–H activation, -anomer). Indeed, the spontaneous closing of the glucose 

ring via hemiacetal bond results in an additional source of isomer on the anomeric carbon 

referred to as α-D- and β-D-glucopyranose (Scheme 1), the main constituents of glucose; in 

blood plasma, α-D:-D ratio is 1:2.
7-8

 We note that, among the three natural forms of glucose, -

D is 30 and 102 times as costly as D and -D, respectively. Seminal enzymatic studies support 

that glucose oxidase (GOx) catalyzes only β-D anomer (the monomer unit in cellulose) oxidation 

into gluconate, which means that before use, α-D anomer (the monomer unit in starch) and D-

glucose (mixture of -D and -D) forms need to be isomerized first.
7,9-11

 Thus, the high price of 
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-D anomer has made D-glucose the most used in research fields; and in bioelectrochemistry 

precisely, it has become an accepted rule to wait several hours to achieve equilibrium because of 

the widespread opinion on that better reactivity of the -D anomer.
7,9-11

 These traditional 

thoughts were extended to abiotic electrocatalysis with bulk electrodes,
12

 additionally arguing 

that due to the axial and equatorial positions of H/OH groups on anomeric carbon, -D 

configuration would be the most favorable to approach a catalytic surface (Scheme 1), which 

could be true for biocatalysis where the active site is often buried in a bulky tridimensional 

network.
11

 However, huge gap of knowledge exists about nanostructured electrodes used in real 

devices of energy conversion and electrosynthesis. 

 

Scheme 1. Illustration of the two possible initial steps during the PCET by considering the chair 

conformations of α-D (left) and β-D (right) glucopyranose electrooxidation by its anomeric 

carbon. We note that glucose molecules mainly exist (99%) as pyranose forms in aqueous 

solution. 

Hsiao et al.
13

 investigated the electrooxidation of glucose in phosphate buffered solution 

(PBS, pH7.4) on bulk gold, and found that the rate-determining step (rds) is the C−H bond 

cleavage, that is, a better reactivity of the -anomer. However, they omitted to compare the 

electrochemical responses of the three forms of -D-, -D- and D-glucose. Largeaud et al.
12

 

found that at 2 °C, β-D-anomer has the highest electrocatalytic reactivity at bulk Pt. However, 

the conclusion is limited to 2 °C and no experiment was performed in neutral pHs or with Au 
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which is expected to be the best catalyst for the selective electroconversion of (oligo)saccharides 

by their anomeric carbons.
14

 According to density functional theory (DFT) calculations with Au 

and Pt atoms-doped graphene surfaces,
15

 glucose molecule approaches the surface through the α-

anomer, which contradicts the above results while the step of O–H bond breaking was not 

investigated, which prevents any extrapolation of what happens after the PCET. Ishimoto et al.
16

 

proposed that glucose first adsorbs on hydroxylated gold surface, which is in contrast with 

experimental observations showing that glucose oxidation starts when the surface is not yet fully 

oxidized (< 0.3 VRHE).
17-20

 DFT studies at 0 VSHE proposed that the glucose electrooxidation 

starts by the deprotonation of OH group bonded to anomeric carbon,
21

 however, did not address 

the central question of the effect of an electrode potential on the intermediates’ energy profiles. 

These theoretical results contradict seminal experimental data and other DFT works from groups 

of Greeley
22

 and Koper
23

 showing that among C–H, O–H, and C–C bonds, the C–H bond 

scission is the easiest. So, it becomes necessary to perform an extensive experimental and 

theoretical investigation of all the three forms of -D, -D and D-glucose to clearly decipher the 

electrocatalytic reactivity of glucose anomers. 

A fair assessment of the intrinsic electrocatalytic properties of a glucose molecule with a gold 

surface requires the use of bare (organic ligand-free) particles because any surface contaminant 

severely alters the trends.
24

 Besides, the use of three-dimensional electrically conductive gas-

diffusion electrode (GDE) should enable to better manage the mass transport and target higher 

current densities.
25

 However, for gold, we still lack methodology to control the growth towards 

particles with clean surfaces at low metal loading onto GDE. To fill the above gaps in 

fundamental knowledge on the electrocatalysis of glucose’s anomers, we report the novel 

synthesis of bare and free-standing GDE-Au electrocatalysts, electrochemical and computational 
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interrogations. In the present context of rush towards glucose analogues to lower the 

electrolyzers’ energy cosumption,
3-5,26-27

 our experimental and theoretical studies provide the 

basis to understand the catalytic reactivity and to guide the design of efficient electrodes. 

2. RESULTS AND DISCUSSION 

Free-standing Electrocatalysts: Morphology and Structure. We designed a methodology to 

directly grow Au particles onto a GDE (Figure 1a) without any use of an organic capping 

agent/surfactant or the addition of an ionomer prior to electrochemical tests. Our choice of gold 

as electrode material was guided by preliminary thermodynamic and kinetic tests (Figures S1-

S2). The optimized methodology is the pulsed galvanostatic reduction of AuBr4
–
 (Figures 1a and 

S3) composed of an OFF step [open circuit potential (OCP) i.e. IOFF = 0, tOFF = 5 s, relaxation], 

an ON step (ION = -2800 µA, tON = 5 s, deposition] and repeated 180 times to synthesize GDE-

Au_-2800µA. With total electrical charge unchanged, GDE-Au_-70µA, GDE-Au_-280µA, and 

GDE-Au_-4500µA were used to study the impact of the current. The profile of E(t) suggests that 

the relaxation is central to replenish AuBr4
–
 reagent in the vicinity of the electrode. Bromide 

regulates the nucleation and growth of Au seeds into particles,
28-29

 and is easily removed by 

washing with water. The reddish color in Figure 1b evidences the presence of gold. To track the 

change in particles’ morphology and size, we used scanning electron microscopy (SEM, Figures 

1c and S4-S13). The results prove that the magnitude of the current is a powerful tool to regulate 

the nucleation and growth of Au seeds into particles of optimized sizes without any organic 

surfactant, which is very important for better electrocatalysis. 

The crystallinity was confirmed by X-ray diffraction (XRD, Figure S14a) where the full width 

at half maximum is larger for GDE-Au_-2800µA/-4500µA than GDE-Au_-70µA/-280µA, which 
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confirms the decrease in the crystallite size as revealed by SEM. For in-depth studies, we next 

selected GDE-Au_-2800µA that has the best compromise between the particles’ distribution over 

the electrode surface and the synthesis conditions. From energy-dispersive X-ray (EDX) data 

(Figure 1d, S12-S13 and Table S1) and X-ray photoelectron spectroscopy (XPS, Figures S14b-

d), only metallic gold is formed because C and O come from the GDE and O may result from the 

natural oxidation when a metal is exposed to ambient air. The metal loading by inductively 

coupled plasma optical emission spectrometry (ICP-OES, Table S2) is as low as 0.54 wt.% (49 

µgAu cm
−2

). Atomic force microscopy (Figures S15-S16) confirms the formation of 30-150 nm 

sized particles and highlights the increase of the average surface roughness Ra from 14.8 nm 

(GDE) to 33.4 nm (GDE-Au), that is, 126%, so an augmented active surface area (confirmed by 

electrochemistry). 

 

 

Figure 1. Synthesis of free-standing GDE-Au materials. a) Developed methodology to 

electrochemically grow Au particles onto GDE by galvanostatic pulses (parameters: tON = tOFF = 

5 s, ION = −2800 µA, IOFF = 0 µA, Σ(tON + tOFF) = 1800 s). b) Optical microscopy of GDE-Au 
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(ION = -2800 µA). c) SEM images of GDE-Au for four values of ION. d) EDX pattern of GDE-Au 

(ION = -2800 µA). 

Figures 2a and S17 show the prepared sample using a focused ion-beam dual-beam (dbFIB) 

microscopy. Figure 2b confirms a quasi-spherical morphology of particles with a size below 200 

nm. The nanobeam diffraction pattern in Figure 2c confirms the polycrystalline structure of gold. 

Figures 2d-c reveal the surface orientation to identify the exposed facets which will interact with 

glucose anomers.
19,21

 The interplanar space of 0.24 nm corresponds to (111) surface while (110) 

has an interplanar space of 0.29 nm. The lead underpotential deposition (PbUPD)
17,20,29

 

experiments by cyclic voltammetry (CV) of Figures 2e-f validate the above results for both 

GDE-Au and bulk Au. Figures S22-S23 demonstrate that the bromide anion triggers the 

predominance of (111).
28,30

 

The above results confirm our ability to synthesize bare (organic ligand-free) and free-standing 

GDE-Au electrocatalysts, which is important not only fundamentally to access intrinsic 

electrocatalytic activity, but also to be implemented into real applications of electrolyzers. 

Indeed, electrocatalysts are currently pre-made as a powder or liquid sample before drop-casting 

onto conductive supports such as glassy carbon or metal foams. However, the use in 

electrolyzers or fuel cells requires GDE during the membrane-electrode-assembly (MEA) in 

order to better manage the mass transport and target higher current densities.
25,31

 As a 

consequence, the assessed intrinsic properties from half-cell with catalytic inks coated onto flat 

substrates do not reflect the effective performance of electrolyzer.
31-32

 We note that to maintain 

satisfactory performance, the MEA step often requires to use too high metal loadings (hundred to 

even thousands of micrograms per square centimeter of electrode) to mitigate the often loss of 

electrocatalysts. To date, among the methods of growing electrocatalysts directly on the supports 
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to reduce the metal loading and to augment the durability (atomic layer deposition,
33

 

electrospinning,
34

 reactive spray deposition,
35

 chemical/hydrothermal
36

), electrodeposition is 

suitable approach.
37

 The present optimized pulse electrodeposition methodology to directly grow 

surfactant- and binder-free gold particles onto the GDE as freestanding electrocatalysts should 

allow bridging the scales between fundamental and applied research in fuel cells and 

electrolysis.
25,31,38

 

 

Figure 2. Structural characterization. a) Backscattered SEM image during the dbFIB preparation. 

b) HAADF-STEM image. c) NBD patterns. d) HRTEM images highlighting the “Au-carbon” 

interface and arrangements of Au atoms. (e, f) CVs of PbUPD at different scan rates (0.1 M 

NaOH, 1 mM Pb(NO3)2, 25 °C), GDE-Au vs Au bulk: e) As-synthesized GDE-Au and f) Au 

bulk. 

Electrocatalytic and Electroanalytical Evaluation. We first used a neutral medium that 

kinetically reduces mutarotation to interrogate any reactivity difference between D-, -D-, and -
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D-glucose (Tables S4). Polarimetry data (Table S5) show that a solution prepared from -D-

glucose contains 94.1 ± 0.3 % of-D anomer while a solution prepared from -D-glucose 

contains 97.4 ± 0.4 % of-D anomer (that of D-glucose contains 98.9 ± 0.1 % of -D anomer). 

These results and ref.
12

 validate phosphate buffered solution (PBS, 0.2 M, pH7.4) as electrolyte 

to decipher the electrocatalytic reactivity difference between D, -D, and -D. Voltammograms 

of Figure 3a (as-synthesized GDE-Au) and Figure 3b (bulk Au) show that while the onset of 

electrooxidation is almost the same, 0.2 VRHE, the peak current density trend is -D > -D > D. It 

is confirmed by the electrochemical impedance spectroscopy (EIS) where Figure 3c (details in 

Figures S24-25) at 0.5 VRHE indicate that the origin of the high electrocatalytic reactivity of the 

-D results from the reduced charge transfer resistance (Rct); Rct is 6542, 12704 and 16051  

cm
2
, for -D-, -D- and D-glucose, respectively (Table S6). The behavior of the D-glucose in 

neutral electrolyte at both GDE-Au and Au bulk electrodes at different concentrations is 

presently unexplained as by considering the predominance criterion, the trend on the maximum 

current of D-glucose should be intermediate to that of -D and -D. It might be interesting to 

compare the behavior of D-glucose with physical mixtures of -D and -D (ideally at the same 

optical activity), which is beyond the scope of the present work. The logic is however verified in 

alkaline electrolyte as we see it for the Figures 3d and 3e. The plausible explanation would be the 

complexity of the electrolyte (NaOH vs PBS) and the kinetics of the mutarotation equilibrium 

compared to the basic medium since the difference is attenuated when testing the aged solutions. 
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Figure 3. Electrocatalytic performance in alkaline and neutral media. (a, b) Background current 

corrected voltammograms [100 mV s
−1

, 0.2 M PBS (pH7.4), Cglucose = 10 mM, 25 °C] for D-, -

D-, and -D-glucose: (a) As-synthesized GDE-Au and (b) Au bulk. (c) Complex-plane Nyquist 

impedance for Au bulk: inset is the equivalent electrical circuit at 0.5 VRHE [0.2 M PBS (pH7.4), 

Cglucose = 10 mM, 25 °C]. (d) Comparative voltammograms for D-, -D-, and -D-glucose [100 

mV s
−1

, 0.1 M NaOH (pH 12.8), Cglucose = 0.1 M, 25 °C] without stirring, and with stirring for as-

synthesized GDE-Au. (e) Complex-plane Nyquist impedance: inset is the equivalent electrical 

circuit at 0.34 VRHE for D-, -D-, and -D-glucose [0.1 M NaOH (pH 12.8), Cglucose = 0.1 M, 25 

°C]. (f) Product distribution from HPLIC after bulk electrolysis of D-, -D-, and -D-glucose 

[0.1 M NaOH (pH 12.8), Cglucose = 0.1 M, gentle solution stirring]. 

Based on the Tafel slope of 159-186 mV dec
–1

 (Figures S24c and S25c), Scheme S1 and 

Figure S24e, the limiting step is the first PCET of glucose dehydrogenation (Volmer reaction
39

). 

Control experiments after 18 hours of equilibrium (Figure S25) highlight a decrease of the peak 



 13 

current density of -D while that of -D and D increases, thus underpinning the conclusion that 

in neutral pHs, -D-glucose is the most reactive anomer. We note that, the electrooxidation starts 

in a potential region where gold is not yet fully oxidized (Figures S24-S25), however, the 

reactivity of glucose at gold was assigned to oxidized-like surface.
13

 The absence of hydroxyls 

on gold surface promotes a glucose approach by the OH group bonded to hemiacetal carbon. 

This situation might be different in alkaline pHs where the surface oxidation results from the 

adsorption of OH
–
 of the electrolyte while acidic or neutral pHs require to split H2O (solvent). 

Indeed, glucose mainly exists as pyranose form in aqueous solution (more than 99%; less than 

0.5% for the linear form and furanose forms exist in negligible amounts) so that the most 

favorable structures is the chair conformations of α-D and β-D-glucopyranose (simply referred to 

as - or - D-glucose) that differ by the configuration of a stereo-center (anomeric carbon, 

carbon at C1 position, Scheme 1). Corollary, there are at least two reasons for the electrocatalytic 

reactivity discrepancy between the -D and -D forms. First, α-D in a chair conformation should 

approach a catalytic surface by its –OH group linked to the anomeric carbon, which results in a 

O–H dehydrogenation/PCET. This means that β-D in a chair conformation should approach a 

catalytic surface by its –H group linked to anomeric carbon (C–H dehydrogenation/PCET). The 

second reason is related to a hypothetical structure rearrangement by rotating before the 

adsorption to offer a better exposure of the functional group to the electrocatalytic surface, which 

is very unlikely because it would require much energy so that it is less evoked in the literature.
12-

13,15-16,21
 Our present data in PBS (0.2 M, pH7.4) demonstrate that, for the experimental 

conditions where the population of surface hydroxylated species is low (due to pH and/or low 

electrode potential), the highest activity results from the activation of α-D-glucopyranose by its 

O–H bonded to the anomeric carbon (Scheme 1). This dehydrogenation/PCET results in an 
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oxidized-like surface. For alkaline media where the electrode surface is densely surrounded by 

hydroxylated species, an –H approach should prevail. 

Before examining that hypothesis in alkaline electrolyte, we established a baseline by using D-

glucose to compare the as-synthesized GDE-Au free-standing electrodes at four pulsed currents 

with commercial Vulcan-supported Au (Figure S26a-f) and literature (Table S7). GDE-Au_-

2800µA is the most efficient by the metrics of current density per geometric area (mA cm
-2

geo), 

per weight (A g
-1

Au) and per ECSA of the active metal (mA cm
-2

Au). Specifically, GDE-Au_-

2800µA has a peak current density (256.4 A g
–1

Au, 12.6 mA cm
–2

geo) that surpasses the 

commercial Vulcan-Au (177.7 A g
–1

Au, 8.7 mA cm
–2

geo). The specific current density is 10-times 

higher for GDE-Au_-2800µA (7.8 mA cm
–2

Au) than Vulcan-Au (0.8 mA cm
–2

Au) (Figure S26a). 

The achieved jp = 7.8 mA cm
–2

Au outperforms the reported jp = 1.6 mA cm
−2

Au for AuAg 

nanoporous sponges.
40

 The comparison with relevant nanocatalysts (Table S7) where jp is 

typically 0.4-20 mA cm
−2

geo (0.7-600 A gAu
−1

 for 14-200 µgmetal cm
−2

) shows that the present 

GDE-Au is superior with 49 µgmetal cm
−2

 only
18,26,40

 because of the absence of organic surfactants 

at the surface of the particles and the strong Au-support interaction. Bulk electrolysis (Figures 

S28-S32, Table S8) and high-performance liquid ionic chromatography (HPLIC) showed 

gluconate as the main product with a selectivity of 84-97 % and a faradaic efficiency of 61-88% 

depending on the used method of electrolysis. These data and post-mortem analysis (Figures 

S36-S39, Table S9-S10) validate our initial hypothesis that the direct growth of gold on GDE 

allows targeting not only a better catalytic activity, but also a better stability. Hence, we can use 

the same method to electrocatalytically screen -D and -D anomers. We note that the rate of the 

glucose conversion into the corresponding products (gluconate or glucuronate) can readily be 

fixed by adjusting the area of the working electrode relative to the considered glucose amount 
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(concentration, volume), the duration of the electrolysis, the electrolyte concentration, etc. Table 

S8 shows that on can easily achieve nearly 65-69% from 42 mL of 0.1 M glucose with a working 

electrode area of 4.5 cm
2
 by fixing current (jON = 10 mA cm

−2
) or potential (EON = Eox = 0.8 V vs 

RHE) for 2 to 4 h (ON step during the pulsed method), which is promising. 

The results in alkaline medium for D-, -D- and -D-glucose shown in Figures 3d-f (extended 

data in Figures S40-S47) highlight lower current densities for -D-glucose regardless of the 

solution agitation to facilitate the mass transport. EIS at 0.34 VRHE (Figure 3e, Table S11) 

indicates that the origin of the high current density results from the reduced charge transfer 

resistance. It results that, in alkaline pH, -D-glucose is the most reactive anomer, i.e. an 

approach to the catalytic surface by the H bonded to the anomeric carbon. The Tafel slope 

(Figures S43-S45) is in the range of a Volmer reaction as the rds similar to neutral pH. Seminal 

studies suggest that the electrocatalytic activity of gold towards glucose oxidation results from 

the presence of Au(OH)x species.
13

 Herein, the starting potential of Eonset < 0.3 VRHE where the 

gold surface is free of hydroxyl/oxide suggests a possible contribution of the OH
–
 from the 

electrolyte based of the different scenarios of Scheme S1 (see Figure S40 for details). To avoid 

the nucleophilic attack of OH
−
 to the hemiacetal carbon leading to the conversion of glucose into 

carboxylate, aged solutions were not studied similar to neutral pH. We next performed the pulsed 

current electrolysis (PCE, ION = 10 mA cm
−2

, Figures S46-47) in a H-type cell of the 3 forms of 

glucose to examine whether the selectivity is affected or not. Figure 3f displays the product 

selectivity (quantitative data in Table S12). The gluconate selectivity is 87% for D-glucose 

electrolysis (faradaic efficiency of 65%), 78% for -D-glucose electrolysis (faradaic efficiency 

of 55%) and 87% for -D-glucose electrolysis (faradaic efficiency of 66%). The high 

glucuronate selectivity of 22% for the electrolysis of -D-glucose (i.e. an increase of 69% 
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compared to the 2 other substrates) means that the reactivity of the glucose by its terminal carbon 

is exacerbated for -D-glucose which can also explain the difference in the electrocatalytic 

kinetics and the current density at high electrode potentials. The low conversions of glucose into 

the corresponding products (gluconate or glucuronate) from Table S12 are explained by the used 

short duration to probe the selectivity of D-, -D-, and -D-glucose since we have already 

achieved the proof of reaching high conversions with Table S8. So, similar to Table S8, high 

conversions could be obtained by adjusting the area of the working electrode relative to the 

initial glucose amount (concentration and volume) as well as the duration of the electrolysis, the 

electrolyte concentration, etc. 

Control experiments on the capacity of the synthesized GDE-Au to transfer one electron by 

using the electrochemical redox probe Fe(CN)6
3−

/Fe(CN)6
4−

 show an ultrafast kinetics with a 

standard rate constant trend of GDE-Au [k° = (7.9 ± 0.6) × 10
−3

 cm s
−1

] > GDE [k° = (0.8 ± 0.1) 

× 10
−3

 cm s
−1

] and outperforms the commercial Vulcan-Au (Figures S48-S50 and Table S13-

S14). 
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Figure 4. EC-SERS and DFT. (a, b) EC-SERS experiments in 0.1 M NaOH + 0.1 M D-glucose: 

(a) LSV at 10 mV s
–1

 for 3 different free-standing GDE-Au electrodes. (b) Raman spectra from 

EC-SERS. (c) Adsorption modes of O-dissociated form (configuration A) and C-dissociated one 

(configuration B) of glucose adsorbed on the Au(111) surface. The values indicate the Au-O, 

Au-C and C-O bond distances in Angstrom. (d) DFT calculated evolution of the free 

electrochemical energy of configurations A and B as a function of the applied potential. Planar 

configuration B’ corresponds to the spontaneous rotation upon C-Au dissociation of 

configuration B. The color code is: Au atoms in yellow spheres, hydrogen in white, oxygen in 

red and carbon in brown. 

In-situ Analysis: Electrochemical Surface-Enhanced Raman Spectroscopy (EC-SERS). 

We considered EC-SERS measurements on the free-standing GDE-Au electrocatalyst to 

decipher the interfacial structure of intermediates and products. SERS strategies were proposed 

to monitor glucose oxidation,
41-42

 however, direct detection remains challenging and requires 

long acquisition times and/or high laser power. We overcome this challenge by focusing the laser 

on the GDE-Au electrocatalyst using a laser power of 0.375 mW and an acquisition time of only 

1 s. The linear sweep voltammetry (LSV) of Figure 4a confirms the reproducibility. The 

graphitic structure of the GDE is characterized by D band (1350 cm
–1

) and G band (1581 cm
–1

) 

while glucose is characterized by its CH2 wagging and bending of at 1330 cm
–1

 and 1436 cm
–1

, 

respectively. Upon polarization (Figure 4b), there is an increase in intensity of some bands and 

the appearance of new bands due to the formation of oxidation products of glucose at the 

interface (details in Figure S51). The bands at 1585, and 1615 cm
–1

 belong to as(COO
–
) and 

those at 1440-1410 cm
–1

 for s(O-C-O) suggest the formation of a carboxylate function.
42-44

 

Convoluted with CH2 wagging and bending of CH2,
41-42

 we conclude that gluconate is the main 
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product because of the absence of CH2 signal for glucuronate.
14,43

 The band at 1720 cm
–1

 belongs 

to (C=O) of gluconolactone as reactive intermediate prior ring-opening and production of 

gluconate.
44-45

 This study thus also reveals the exquisite sensitivity of our GDE-Au substrate for 

detecting intermediates adsorbed or at least in the close vicinity of the electrode, even for 

complex mechanisms that display only poorly Raman active intermediates. 

Computational Insights: DFT Calculations Including Surface Environment and Electric 

Potential Dimension. DFT minimum energy calculations at 0 VSHE of the O-dissociated (A) and 

C-dissociated (B) forms show a competitive stability with an energy difference of about 70 meV 

in favor of (A) with a pseudo-bridge structure while (B) has a top-one (Figure 4c). The 

adsorption modes of the two configurations are very different, where the O-dissociated form (B) 

tends to adopt a pseudo-bridge structure while the C-dissociated one has a top-one. In order to 

account for more realistic reactive conditions, the surrounding surface environment was 

described by including an implicit solvent (see SI details) and by the application of a variable 

electric potential.
46-49

 Figure 4d shows the computed free electrochemical energies of (A) and (B) 

evolving in solvated media
46,48

 as function of the applied potential. The results confirm the 

experiments in neutral pH where -D-glucose is the most reactive anomer, implying that the 

enzymatic preference of the -D anomer
7,9-10

 is not always valid. Figure 4d shows that both 

reactions are slightly exothermic relatively to free solvated glucose and gold surface by about 50 

meV. In both systems, the C-O bonds in the hemiacetal moiety remain in the 1.39-1.45 Å range 

suggesting that the dissociation has no impact on the lactone-like structure. Nevertheless, when 

including the surface potential dimension, (A) is found to be stable at low potentials and at high 

potentials for (B) with a stability transition at ca. 0.45 VSHE. This transition is probably the 

consequence of the large oxygen electronegativity that destabilizes the Au-O bond under 
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oxidation compared to the slightly more covalent C-Au bond. For E > 0 VSHE, the C-dissociated 

(B) undergoes a bond reorganization with an increase of the Au-C bond length, and at the same 

time, a reduction of the two O-C bonds attached to this carbon. For E > 1.1 VSHE, (B) 

spontaneously transforms into a carbonyl moiety protonated form (H-O
+
=C) of glucono-1,5-

lactone (B’) that is the cyclic ester form of gluconic acid. The local geometry of C(-C)(-OH)(-O) 

is found to be planar and the two C-O bonds are decreased to 1.29 Å consistently with the 

formation of a (cyclic)-ester moiety. Indeed, the C-Au bond reorganization transfers the electron 

from the Au-C bond to Au surface, thus creating a cationic protonated gluconolactone-like 

structure. Under the experimental conditions, this cation that is the acidic form of a carbonyl in 

an ester (pKa < -6) should quickly react with a base or water and convert into gluconolactone 

followed by quick saponification and cycle opening, giving the gluconate anion as 

experimentally observed by HPLIC and EC-SERS above. 

The rationalization of the process can be understood by using the Fukui functions
50

 for the two 

systems that are showing the active redox center, Figures 5a-b. In the configuration A (Figure 

5a), mostly all non-bonding oxygen doublets are homogeneously weakly oxidized. In the 

configuration B (Figure 5b), the C attached to the Au surface and the hemiacetal OH are mostly 

oxidized; the orbital system that is oxidized correspond to a filled π* system meaning that the 

oxidation would lead to the formation a double C=O bond and the formation of the protonated 

glucosidic ester as computed. The associated classical redox oxidation is then Au-C(OH)  Au-

C
+
(OH) + e

–
  Au + C=O

+
-H. Notably, the computed harmonic vibrations of υC=O band at 1715 

cm
–1

 highly concords with the band at 1720 cm
–1

 for gluconolactone intermediate detected by 

EC-SERS above. 
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Figure 5. Fukui function for configuration A [O-dissociated form, (a)] and B [C-dissociated 

form, (b)] showing the active redox center for glucose adsorbed on the Au(111) surface after the 

first PCET. The blue iso-density gives the localization of the (oxidation) center, while the yellow 

one is linked with molecular polarization. The iso-densities are the same for the two functions 

and set to 40 A
–3

. Color code of atoms: Au in yellow spheres, H in white, O in red, and C in 

grey. 

3. CONCLUSION 

In this work, we have developed an accurate methodology to elucidate the electrocatalytic 

reactivity of glucose anomers at bare Au electrocatalysts. The synthesized bare Au particles 

directly attached to gas diffusion electrode (GDE) outperformed the existing literature. In-situ 

electrochemical surface-enhanced Raman spectroscopy has identified gluconolactone as the 

intermediate during the proton-coupled electron transfer (PCET) process while gluconate is the 

main product with high selectivity and faradaic efficiency (>80%). -D-glucose is the most 

reactive anomer in neutral pH and alkaline pH corresponds to -D-glucose, which invalidates the 

traditional thoughts from seminal enzymatic studies that the -anomer would always be the most 

reactive. Experimental data were confirmed by potential-dependent energy profiles by density 

functional theory (DFT) showing that PCET proceeds by the dehydrogenation of the hydrogen of 
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the OH group bonded to anomeric carbon until 0.45 VSHE. Our findings show that the 

electrooxidation starts at electrode potentials where the gold surface is not yet nominally 

oxidized (Eonset < 0.3 VRHE), which rules out the hypothesis that glucose first adsorbs on 

hydroxylated gold surface. The absence of hydroxyl functions on the gold surface promotes an 

approach by the OH group bonded to the hemiacetal carbon of glucose to produce an 

intermediate of oxidized-like gold surface after the first PCET. Ongoing studies are focusing on 

expanding this methodology to extended crystallographic orientations, and re-interrogating the 

glucose bioelectrocatalysis of model enzymes for electro-energy production. Regarding the 

electrocatalysts, the striking results obtained with surfactant-free and binder-free gold particles 

grown on GDE as free-standing electrocatalysts open new avenues to design efficient anodes to 

drive progress in sustainable electrosynthesis by water-to-hydrogen, CO2-to-chemicals, and N2-

to-ammonia electrolyzers. 
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