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Abstract 

The oxidation behavior of the Ni-base single-crystal superalloy AM1 was investigated over 

the temperature range 750 to 1300°C. The use of stepwise multi-temperature 

thermogravimetric analysis (SMT-TGA) showed the presence of a transient regime. This 

transient regime can be modeled by the initial formation of a fast-growing mixed oxide and 

then by the formation of α-alumina gradually covering the metal/oxide interface. This model 

helps to determine the time required for AM1 alloy to be out of the transient regime. Then, the 

model makes it possible to predict any oxidation kinetics of the AM1 superalloy for the entire 

temperature range studied. 
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Introduction 

Alloy AM1[1,2] is a first-generation monocrystalline superalloy. It is used for high-pressure 

turbine blades in aeronautical gas turbines. For this particular application, it is protected by a 

NiPtAl coating and by a thermal barrier deposited by EB PVD [3]. However, the inside of the 

blades, subjected to lower temperatures, may not be coated. Alloy AM1 can also be used 

without a protective coating in other components for lower temperatures. A recent study [4] 

showed that the uncoated AM1 alloy under cyclic oxidation condition at 1100°C in laboratory 

air has an excellent oxidation resistance, equivalent or even superior to this same superalloy 

with a NiPtAl coating. But this may not be the case at lower temperatures. Less protective 

oxides may be formed at lower temperatures. Therefore, this study will focus on the 

isothermal oxidation behavior of uncoated AM1 alloy in a larger temperature range than 

previously reported.  

In the literature, few studies report the oxidation behavior of uncoated AM1 [4-6]  and only at 

the highest temperatures of use. Isothermal oxidations are reported only at 1100°C [5]. Cyclic 

oxidation data for this alloy are reported only at 1100°C [4] and 1150°C [6]. Over these 

temperatures, gamma prime precipitates volume fraction is too low to ensure good creep 
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resistance properties. After oxidation at 1100-1150°C, the samples showed similar oxide scale 

microstructures. The typical oxide scale is composed of a layer of α-Al2O3 at the metal/oxide 

interface, surmounted by a spinel layer with the presence of precipitates rich in Ti and Ta at 

the interface between the two layers or in the spinel layer. Other single-crystal nickel-based 

superalloys, for example, the René N5 alloy in isothermal oxidation [7] and the CMSX-4 

alloy in cyclic oxidation [8], form an oxide scale similar to that observed on the AM1 alloy at 

1100°C. 

At lower temperature, the formation of a protective alumina scale may be not achieved. At 

950°C, the oxide scale formed on CMSX-4 alloy after 100h is composed of α-alumina, spinel 

and rutile [9] as at higher temperatures, but it is not the case at lower temperature. Indeed, 

Sudbrack et al. [10] studied the oxidation of CMSX-4 alloy and LDS-1101 alloy at 815°C 

with different surface preparation. The isothermal oxidation of LDS-1101 alloy at 815°C 

leads to the formation of an α-alumina layer close to the metal/oxide interface and θ-Al2O3 

close to the oxide/gas interface. At 815°C, the oxide scale grown on CMSX-4 alloy is 

composed of alumina, chromia, spinel and Ta, Cr rich oxide, after 444 cycles of 1 h. Hence, 

the literature on similar superalloys than AM1 indicates that there are two possible scenarios 

for the oxidation of this alloy at lower temperatures, which should both lead to a significant 

transient regime. 

The quantification of the oxidation kinetics is important since it allows to predict the 

depletion of the γ' precipitates and thus the influence of oxidation on the mechanical 

properties of the part [11-13]. The oxidation atmosphere and the growth mechanism of the 

oxide layer could also influence the creep rate [14]. Only few studies had proposed kinetics 

oxidation models involving a transient regime due to a change with time in the nature of the 

external protective oxide.  To model the isothermal oxidation of Ni-Cr-Al alloys, with a 

transient regime, Nijdam et al. used a cubic and linear laws until a transition time and then a 

simple parabolic law [15]. For Fe-Cr and Fe-Ni-Cr alloys under Ar-CO2 [16], Gheno et al. 

had modeled a change of oxide regime with a transition from a parabolic oxidation (formation 

of chromia) to a breakaway (formation of iron oxide). This change of regime was modeled by 

considering progressive covering of the surface by precipitates of non-protective iron oxide. 

The surface occupied by the precipitates experienced a rapid growth of its oxide layer, while 

the surface without precipitates remained with the growth rate of chromia. 

In the present paper, the oxidation behavior of AM1 was studied using the stepwise multi-

temperature thermogravimetric analyses (SMT-TGA), a method particularly useful to 

determine oxidation behavior over in a large temperature range with a single sample. 

Complementary isothermal thermogravimetric analyses were also performed to deepen the 

understanding of the nature of the transient regime.  The nature of the oxides formed on AM1 

at different temperatures has been investigated by SEM, EBSD and XRD. A model is 

proposed to simulate the oxidation kinetics of AM1 over the entire temperature range studied, 

and including the transient regime. 

 

Material and methods 

A cylinder of AM1 alloy was provided by Safran Aircraft Engine. The chemical composition 

of the alloy is presented in Table 1. The alloy was analyzed by Glow Discharge Mass 

Spectrometry for impurities and X-ray fluorescence for other elements. 
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Specimens with dimensions of 10 × 10 × 1 or 2 mm were cut from a plain cylinder and 

ground to P600 grit surface finish. Each coupon was degreased in acetone and alcohol, then 

weighed before the oxidation test. The oxidation tests were performed in SETARAM TAG24 

S thermobalances. The samples were oxidized in a flow of synthetic air of 20 ml/min (1.2 l/h). 

All the heating rates and initial cooling rates were 1°C/s. Two different oxidation tests were 

carried out. The first type was a classic isothermal oxidation and the second one was a 

stepwise multi-temperature thermogravimetric analysis (SMT-TGA). This last type of test 

consists of multiple steps and temperature dwells. The duration of the different dwells are 

appropriately chosen to obtain the best signal-to-noise ratio, with approximately the same 

mass gain at each dwell. During the test, the data points are recorded every 10 s. 

SMT-TGA makes use of a single sample to measure the oxidation kinetics at different 

temperatures, instead of using several samples in different isothermal tests. This procedure 

reduces the experimental variations coming from the sample geometry or microstructure. The 

main advantage of SMT-TGA is the gain in time and in matter when alloy availability is 

limited, for example during the alloy development process. However, a history effect on the 

single sample can exist between the different temperatures tested. This can affect the mass 

gains and then the estimation of kinetics parameters. Indeed, the oxidation rate depends on the 

microstructure of the oxide layer formed, e.g., [17], and the microstructure depends on the 

thermal history of the sample. Also, the nature of the oxide scale can change during oxidation 

time [16]. In order to investigate a possible history effect, the same temperature is used for 

two different dwells in the SMT-TGA, one during the rising steps of temperature and the 

other one during the cooling steps. The history effect can then be evidenced by comparing the 

kinetics parameters measured during the two different dwells at the same temperature.  If the 

oxidation kinetics is the same during the two dwells, one may conclude that there is no history 

effect. Whereas if the oxidation rates are different for the two dwells, a history effect is 

evidenced. SMT-TGA is a relatively fast way to obtain the oxidation behavior of alloys over a 

large temperature range. Hence, the aim is to build an entire Arrhenius plot of the parabolic 

rate constant with a single sample. To investigate the reliability of the SMT-TGA in the case 

of the AM1 alloy, nine classic isothermal tests of TGA at different temperatures between 

800°C and 1200°C were also carried out.  

After each oxidation test, the oxide scale was analyzed with X-ray diffraction on a BrukerD8 

GIXR using Cu-Kα radiation, with a step size of 0.02°, an angle of incidence of 10°, a scan 

step time of 2 s in the 2θ range from 15° to 80°. Cross-section characterizations were 

conducted on a SEM FEI Quanta 450 equipped with an EDS detector Bruker Quantax (SDD). 

EBSD analyses were performed on a scanning electron microscope JEOL JSM-7100 equipped 

with an EBSD camera NordlyNano. To avoid any spallation of the oxide scale during 

polishing of the cross-sections, the oxidized samples were coated with a thin layer of silver 

and then with an electroplated copper layer. 

 

Results 

Stepwise multi-temperature thermogravimetric analysis (SMT-TGA) 

A stepwise multi-temperature thermogravimetric analysis [18-23] (Fig. 1a) was realized to 

evaluate the oxidation behavior of AM1. This thermogravimetric analysis is composed of 12 
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steps chaining temperature dwells between 750 and 1300°C in order to obtain the evolution of 

mass gain of the sample during each dwell. The whole SMT-TGA was 320 h long. The details 

of the chain of (time, temperature) dwells for this test are gathered in Table 2.  In this 

experiment, ten of the twelve temperature dwells were analyzed.  

 

Fig. 1. Thermal cycles and evolution of mass gain as a function of time, a) SMT-TGA and b) 

specific test at 900-1050-900°C. 

Indeed, spallation of a part of the oxide scale occurred during the last two temperature dwells. 

This spallation during these last two stages prevented the precise determination of the kinetic 

parameters. Therefore, another oxidation test was realized, with only three steps, a step at 

900°C (1 h) then a step at 1050°C (0.5 h) and again a step at 900°C (10 h) in order to 

investigate if a ―history effect‖ was present on our sample. 

To determine the parabolic constant of oxidation kp on each step, the complete parabolic law 

(Eq1) was used [19]. 

              with     
 

 
     Eq1 

Where t is the time and m is the mass gain per unit surface area. The parameters A, B and C 

were adjusted to fit the evolution of mass gain on each temperature step. Local fitting of this 

same complete parabolic law was applied in a fitting window translated over the entire 

temperature step, as detailed in [19] and shown in Fig. 2. In this case, the time evolution of 

the parameter kp was recorded to represent the oxidation kinetics of this particular dwell.  
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Fig. 2. Evaluation of the instantaneous parabolic rate constant kp as a function of time using 

the adjustment of the mass gain curve with a complete parabolic law in a gliding window 

[19]. Application to the dwell at 1000°C of the SMT-TGA experiment. 

As explained in [19], it is important to use the complete parabolic law (Eq1) for the 

determination of the parabolic rate constant when the parabolic regime is preceded by a 

transient regime. In the case of SMT-TGA, the mass gain at the beginning of a dwell 

corresponds to an oxide scale formed at a different temperature with different oxidation 

kinetics, therefore it is mandatory to use a kinetic model able to deal with this change in 

oxidation regime. 

The same procedure had been used to evaluate the parabolic constant kp from the mass gain 

curve on each dwell of the SMT-TGA experiment. As shown before in Fig.2 for the dwell at 

1000°C, the value of kp determined at the beginning of the dwell at 950°C is one order of 

magnitude greater than at the end of the dwell. For the next six dwells in the SMT-TGA  

experiment between 1000°C en 1300°C, the difference between the initial and final kp values 

is significantly smaller. This is the sign of the existence of a transitory regime in the oxidation 

rate that ends at the beginning of the stage at 1000°C.  

The values of kp obtained from the analysis of the whole SMT-TGA experiment are plotted in 

an Arrhenius diagram in Fig. 3. The kp values corresponding to the growth of α-Al2O3 on -

NiAl measured by Brumm and Grabke [24] and the kp values of Cr2O3 formed on Ni-30Cr 

from Huang et al. [25] are also reported in the same plot as plain lines. Jo
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Fig.3. Arrhenius plot of the parabolic rate constant kp determined for the AM1 alloy with the 

three kinds of TGA experiments (SMT-TGA, 900-1050-900°C and isothermal). For the 

dwells at the lowest temperatures of the SMT-TGA experiment, the evolution of the parabolic 

constant kp with time is shown (short times in light green to long times in dark green). The 

final instantaneous kp estimated at the end of each temperature dwell are linked together with 

arrows following the temperature dwell sequence for SMT-TGA.  The same was done for the 

900-1050-900 experiment.  The kp reported as orange dots correspond to isothermal TGA 

experiments and are also the final instantaneous kp. Lines of the Arrhenius laws for α-

Al2O3 growth on NiAl [24], and for Cr2O3 growth on Ni-30Cr alloy [25] are shown for 

comparison. 

Over the temperature range 1050 to 1300°C, the values of the parabolic constant kp 

determined for the AM1 alloy with the SMT-TGA follow an Arrhenius law.  This law is very 

close to the one reported for α-Al2O3 formed on NiAl [24]. Between 750°C and 950°C, the kp 

values determined for the AM1 alloy seem also to follow an Arrhenius law (even if the kp 

decreases with time). As seen in the Arrhenius plot, this second law lies somewhere between 

that reported in the literature for α-Al2O3 formed on NiAl [24] and that reported for Cr2O3 

formed on Ni-30Cr alloy [25].  Besides, over the temperature range 950 to 1050°C, it is worth 

noting that the kp determined by the SMT-TGA decreases with the increasing temperature. 

This evolution results from the transition between the two different Arrhenius laws. This kind 

of abnormal evolution of the kp constant with the temperature has already been reported for 

NiCoCrAlY coating [26], but in this case, the kp values between the two Arrhenius laws were 

constant. It was also observed for pure Ni oxidation for the transition between oxide scale 

growth kinetics controlled by grain boundary diffusion at low temperature and volume 

diffusion at higher temperature [27] or for the transition between transition alumina and alpha 

alumina on NiAl [24][28]. 
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To explore the kinetic transient regime between the two laws described just before, a second 

SMT-TGA with fewer dwells and lower mass gains was performed at 900-1050-900°C. The 

first two dwells were shorter than in the first SMT-TGA experiment and were also shorter 

than the third dwell of this new multiple temperature TGA. Of particular interest are the kp 

constant determined from the analysis of the mass gain curve of this three dwells SMT-TGA. 

The kp values determined on the two dwells at 900°C (the first short and the second long after 

the dwell step at 1050°C) appear to be strongly different. The kp value for the second dwell at 

900°C is more than one order of magnitude lower than the one determined for the first dwell 

at 900°C. This value is also quite lower than the one evaluated from the first SMT-TGA. This 

difference clearly shows that a kinetic transient regime takes place during the oxidation of the 

AM1 alloy. The decrease of the kp constant with time during the 950 and 1050°C dwells of 

the first SMT-TGA results also of the transitory stage. Isothermal thermogravimetric analyzes 

were carried out to understand the deviations in the values of kp obtained by SMT-TGA, and 

to study the nature of the transient regime evidenced by the SMT-TGA. 

Isothermal oxidation 

Isothermal thermogravimetric analyses were realized to first confirm the kp values obtained 

with the SMT-TGA. Mass gains have been corrected to remove the buoyancy effect. The 

apparent mass gain due to the buoyancy effect can be quantified on each sample by 

differentiating between the mass gain at the end of the isothermal dwell and the mass gain 

after the cooling [29]. The assumption is made that the mass gain due to oxidation during 

cooling is negligible compared to the mass gain during heating and during the high 

temperature dwell. Thus, the recording of the cooling phase at the end of isothermal TGA 

makes it possible to correct the mass gain curve for the buoyancy effect by simply subtracting 

the mass change during cooling. The corrected signal thus makes it possible to estimate the 

mass gain during heating. 

Fig. 4a presents the different isothermal thermogravimetric analyses realized at constant 

temperature between 800°C and 1200°C. The curves have been corrected to remove the 

buoyancy effect and the mass at t=0 corresponds to the actual mass gain during heating. Fig. 4 

b presents a zoom of the first ten hours. As the heating rate is always 60°/min, increasing the 

isothermal temperature dwell of course increases the mass gain during heating. The shape of 

the curve over the temperature range 950 to 1100°C clearly shows the presence of a fast 

transient regime before the establishment of the parabolic regime. The curve obtained at 

1050°C gives a good illustration of this observation. The oxidation rate appears very fast 

during the first hour, then a slower rate is observed leading to a mass gain during the first hour 

which is roughly the same than as the mass gain between 1 h and 140 h. For isothermal TGA 

in the 950-1100°C range, the presence of this first faster kinetic regime leads to the fact that 

the total mass gains after 100 h of oxidation are all in the same range. However, the final 

slopes of the different curves are really different. Therefore, the parabolic constants at the end 

of the dwells are also different. 
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Fig. 4. a) Isothermal thermogravimetric analyses realized on AM1 in flowing synthetic air 

corrected to remove the buoyancy effect, b) zoom on the first ten hours. The mass gain at t=0 

corresponds to the actual mass gain during the heating at 1°C/s to the dwell temperature. 

The complete parabolic law was used at the end of isothermal oxidation to determine 

parabolic rate kp. Results are plotted as orange dots in the Arrhenius plot in Fig. 2. At 

temperatures superior to 1000°C, the kp values are in good agreement with kp values 

estimated with SMT-TGA. This validates the SMT-TGA method as a fast means to determine 

kp values in this highest temperature range. Compared to the literature data, the kp values of 

AM1 alloy at temperatures above 950°C are a little bit lower than the one reported for the 

exclusive growth of α-Al2O3 scales on β-NiAl intermetallic [24,30]. This slightly lower kp 

obtained for the AM1 could be attributed to the presence of hafnium in the AM1 alloy. 

Indeed, Hf can be found in grain boundaries of α-Al2O3 [6] and is known to have a beneficial 

effect on the oxidation kinetics of Ni-Al [31,32]. 

The kp value determined at the end of the 950°C dwell by the isothermal TGA is one order of 

magnitude lower than the one determined with the SMT-TGA, Fig. 2. One can notice that the 

kp value determined at the end of the 950°C long dwell follows the same Arrhenius law than 

the kp values at higher temperatures. This shows that if the oxidation test is long enough and if 

the kp constant is evaluated at the end of the mass gain curve, the rate limiting step for the 

oxide scale growth is the same than the one governing higher temperatures oxidation. The fact 

that for isothermal oxidation performed at 843 and 800°C, the kp values are higher than the 

Arrhenius law determined for higher temperatures could be attributed to the fact that 

respectively 200 and 400h durations may be too short at these temperatures to be out of the 

kinetic transient regime. Hence, at these lower temperatures (below 950°C), the transient 

regime appears to last much longer than at higher temperature. 

 

Characterization of oxide scales  

Five samples from the isothermal TGA experiments were chosen to be characterized by XRD 

and to be observed in cross-section by SEM and EBSD. The time and temperature of 

oxidation of these samples were chosen to reflect the diversity of oxide scales formed on 

AM1 alloys in the temperature range tested. Fig. 5 shows the XRD diagrams of the samples 

oxidized at 1100°C for 10 min (a) and 140 h (b), at 950°C for 20 h (c) and 190 h (d) and at 

800°C during 400 h (d). 
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Fig. 5. XRD patterns of oxidized AM1 samples, a) 10 min at 1100°C, b) 140 h at 1100°C, c) 

20 h at 950°C, d) 190 h at 950°C and e) 400 h at 800°C. 

Rutile ((Cr,Ti,Ta)O2) and spinel (Ni(Al,Cr)2O4) oxides are present on all the samples, 

regardless of oxidation time or temperature. The same oxides, i.e. spinel, rutile, chromia 

(Cr2O3) and bunsenite (NiO) are present on samples oxidized 20 h at 950°C and 400 h at 

800°C. After 140 h at 1100°C, the oxide scale is composed of rutile, spinel and α-alumina. At 

950°C, the XRD analysis shows that spinel, rutile, α-alumina (Al2O3), bunsenite and ilmenite 

(NiTiO3) are found on AM1 alloy after an oxidation time of 190 h. With these five XRD 

analyses, α-alumina is only detected at 1100 and 950°C after 140 and 190 h of oxidation, 

respectively. 
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At 800 and 950°C, no visible change can be noticed in the spinel lattice parameter, which 

corresponds to the spinel NiCr2O4.  At 1100°C, the lattice parameter of the spinel decreases 

with the oxidation time. It drops from 8.32 Å after 10 min of oxidation to 8.12 Å after 140 h 

of oxidation. In the literature, the lattice parameter of NiCr2O4 and NiAl2O4 are respectively 

reported to be 8.3155 Å [33] and 8.0475 Å [34]. Hence, the composition of the spinel in the 

scale formed on the AM1 alloy after a short period of oxidation at 1100°C seems to be 

NiCr2O4 while after 140 h the lattice parameter of the spinel seems to be closer to NiAl2O4. 

This phenomenon may be attributed to a chromium depletion in the oxide layer with time. It 

could be linked to the oxidation of chromia into a volatile oxide. Volatilization of Cr oxide is 

a possibility, but it was not possible to evaluate it quantitatively from the TGA curves. 

Cross-section characterizations were realized in order to observe the nature and morphology 

of the oxide scales. The oxide scale is too thin (1-2 µm thickness) to precisely identify the 

oxide sublayers by EDX. Then, an EBSD analysis (Fig. 6a) was conducted on the cross-

sections of the sample oxidized 140 h at 1100°C to clearly identify the position and the nature 

of the oxide phases identified by XRD. 

 

Fig. 6. Cross-section of the oxide layer formed on AM1 after 140h of oxidation at 1100°C, a) 

EBSD mapping, b) SEM-BSE micrograph. 

Fig. 6 shows that the oxide scale is composed of α-alumina at the metal/oxide interface, 

surmounted by a spinel layer, and rutile precipitates are present in the spinel layer. EDS 

analyses (not shown) show that the rutile phase is rich in Cr, Ta and Ti. Rutile precipitates 

appear much brighter than the metal on SEM BSE micrographs due to the presence of 

tantalum in these precipitates. It can be noted that the α-alumina layer is composed of a single 

grain of alumina in thickness and grains larger in width than for the spinel layer. Beneath the 

oxide scale, a zone depleted in γ’ is present. Some precipitates are observed beneath the oxide 

layer. EDS analyses (not shown) show that these precipitates are rich in titanium. This type of 

precipitate is likely titanium nitrides which would have formed by internal nitridation during 

the first hours before the oxide layer is sufficiently protective to prevent the diffusion of 

nitrogen inwards, as already shown for the oxidation of Ni-base single crystal alloy [35]. 

Fig. 7 shows SEM-BSE micrographs of cross-sections of characterized samples. Alumina is 

visible on the cross-sectional micrographs of the five samples analyzed, although α-alumina is 

not visible by X-ray diffraction for the oxidized samples 400 h at 800°C and 20 h at 950°C. 

Jo
ur

na
l P

re
-p

ro
of



 

11 
 

 

Fig. 7. SEM-BSE micrographs of the cross-sections of the oxide layers formed on AM1 alloy 

after, a) 10 min at 1100°C, b) 140 h at 1100°C, c) 20 h at 950°C, d) 190 h at 950°C and e) 400 

h at 800°C. 

Depending on the temperature and the oxidation time, the morphology of the alumina layer is 

different. At 800°C (Fig. 7e), alumina forms elongated precipitates in the alloy beneath and 

perpendicular to the metal/oxide interface and is generally connected to this interface. Hence, 

under these conditions, the alumina layer is not continuous. At 950°C (Fig. 7c and 7d) 

whether after 20 h or after 190 h, the alumina layer appears continuous and convoluted. At 

1100°C after 10 min the alumina layer is convoluted (Fig. 7a) while after 140 h, the layer is 

thicker and flatter (Fig. 7b). 

Image analyses were performed to evaluate the thickness of the different oxide sublayers on 

the samples oxidized at 950 and 1100°C, results are presented in Table 3. For the sample 

oxidized at 800°C, the fineness of the oxides and the low contrast between rutile and metal 

make it difficult to perform reliable image analysis.  

At 1100°C, the main difference between the oxide layers obtained after 10 min and 140 h of 

oxidation is the increase in the thickness of alumina. While at 950°C, the thickness of spinel, 

alumina and NiO increases between 20 and 190 h of oxidation. 

To synthesize the oxide scales characterizations, the oxide scale formed on the AM1 alloy at 

high temperature (above 1050°C) is mainly formed of α-alumina, spinel and rutile while at 

Jo
ur

na
l P

re
-p

ro
of



 

12 
 
 

lower temperature (below 1050°C) the oxide layer is mainly formed of chromia, spinel, rutile, 

bunsenite, α-alumina and ilmenite (at 950°C). After 400 h at 800°C, alumina precipitates are 

formed but there is no continuous layer of alumina. This effect of the temperature on the 

morphology of alumina has already been reported in the literature [36]. 

Model 

The study of the oxidation kinetics of the AM1 alloy has shown a transition from a first fast 

oxidation regime with short times to a slower oxidation regime when the oxidation time 

increases. The first fast transient regime is much shorter when the temperature increases. 

Observation of the oxide layers formed under different conditions revealed a change in the 

morphology of the alumina layer with time and temperature that can explain the transition 

between the two regimes. A model is then proposed in the following part to take into account 

these two observations. The objective of the modeling is to predict the oxidation kinetics of 

the AM1 alloy for all temperatures and durations, with a single set of kinetic parameters. 

To simplify, the model only considers two types of oxides growing on the alloy, i.e. α-

alumina and a transient oxide. It is assumed that the rapid oxidation regime is due to the 

growth of a covering layer made of transient oxide at the surface of the alloy. Under this 

layer, precipitates of α-alumina are growing in thickness but also laterally. At the location of 

these precipitates, the growth of the oxide layer is controlled by the diffusion of elements 

through the α-alumina precipitates, which implies that the growth of the transition oxides 

above the precipitates considerably slows down. In order to simplify the model, the transition 

oxide layer above an alumina precipitate is considered to no longer grow. The surface 

occupied by these internal alumina precipitates increases with time until the surface is 

completely covered, forming a continuous protective layer of alumina. When a continuous α-

alumina layer is formed, the transition oxide layer no longer grows and the growth kinetics of 

the oxide layer is the same as for an α-alumina layer. With such mechanisms, the model 

makes use of some simplifying assumptions: the growth of transition oxide and α-alumina is 

parabolic; the α-alumina precipitates nucleate at the beginning of heating, they are randomly 

distributed on the surface and there is no nucleation of new precipitate over time. The radius 

of the precipitates increases linearly with time during the high temperature dwell. The initial 

surface coverage, at the beginning of the high temperature dwell, is estimated from the mass 

gain during heating. The growth of transient oxide is stopped when they are above an 𝛼-

alumina precipitate. 

With such assumptions, the mass gain per unit surface area at the time i, of transient oxide 

     on top of a surface without alumina precipitate can be defined with Eq2. 

     √  
          Eq2 

With    the time from beginning of the dwell,    the mass gain during the heating process 

and     the parabolic constant corresponding to the thickening of the transient oxide.   

The mass gain per unit surface area at the location of alumina precipitates      is defined 

with Eq3. 

     √          Eq3 

with     the parabolic constant corresponding to the thickening of α-Al2O3. 

Evans [37] proposed a method to represent the kinetics of covering of a surface by 

precipitates spreading out as expanding circles. This model assumed the presence of nuclei 

randomly distributed on the initial surface and a linear growth of the radius nuclei. The 
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surface ratio θ represents the surface covered with precipitates, its evolution with time can be 

described with Eq4. 

      
    (     )

 
 with     

  
 

   
  Eq4 

with    a parameter of the model characterizing the kinetics of spreading of alpha-alumina,    

the time needed to form the same mass gain during the high temperature dwell than the mass 

gain    during heating.    allows to take into account the advancement of the transition 

during the heating process, which one is especially important at high temperatures. Indeed, 

the mass gain during heating cannot be neglected. In addition, as the transition is faster at 

higher temperature, neglecting the heating would lead to an error in the rate of the transition 

between the two regimes at the highest oxidation temperatures. 

The model assumes that the fraction of surface, θ, is covered with an oxide scale which grows 

according to the parabolic law of α-alumina and that the rest of the surface, 1-θ, has an oxide 

scale which grows according to the parabolic law of transition oxides. The mass gain over 

time is then calculated by incrementing the time from the beginning of the isothermal stage 

with the following equation (Eq5).  

          (           )   
    (     )

 
 (           )  (   

    (     )
 
) Eq5 

with   the time increments an     the total mass gain per area at the time step  . To summarize, 

the input parameters of the model are only 4 :    ,    ,    , and   . The model is fitted on 

each isothermal thermogravimetric data in order to obtain the values of the 4 parameters able 

to describe the oxidation kinetics for all the tested temperatures. Fig. 8 shows an example of 

fitting gravimetric results obtained for the 40 first hours at 1000°C with the oxidation model. 

It gives the evolution with time of total mass gain, as well as the part of the mass gain due to 

the formation of transient oxide and the one due to alumina. The evolution with time of the 

ratio of the surface covered with alumina, θ, is also given. Schematic images of the cross-

sections of the oxide layer as a function of time are also given as guidelines. 

 

Fig. 8. The evolution of mass gain per area as a function of time simulated with the model for 

the first 40h of the 1000°C oxidation. The mass gain corresponding to the growth of transition 

oxides and to the growth of α-alumina is plotted. The variation of alumina coverage θ as a 

Jo
ur

na
l P

re
-p

ro
of



 

14 
 
 

function of time is represented with schematic images of the cross-sections of the oxide layer 

as a function of time as guidelines. 

Because the growth of the oxides is supposed to be controlled by diffusion, Fig. 9a, 9b and 9c 

show the evolution of the parameters in an Arrhenius plot. From these values, it is remarkable 

that three Arrhenius laws can be fitted for each input kinetic parameter of the model. The 

following laws are obtained: 

          
   

        

    mg2.cm-4.s-1  Eq6 

          
   

        

    mg2.cm-4.s-1  Eq7 

         
    

        

      s-2    Eq8 

Fig. 9 also compares the evolution with temperature of the various kinetic parameters and the 

evolution of the adjusted laws (Eq 6-7-8). The evolution of the adjusted parabolic rate 

constants,     (Fig. 9a) and     (Fig. 9b), are in fairly good agreement with the kp values from 

the literature for α-alumina [24,30] and chromia [25]. The Fig. 9c compares the values 

(points) of the transition kinetics parameter   , adjusted from the nine different isothermal 

experiments and the Arrhenius law proposed for this parameter in the model (Eq8). 
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Fig. 9. Arrhenius plots of three laws chosen for three key parameters of the model (a), kp1, (b) 

kp2 and (c) kt. (d) Evolution of the surface ratio covered with alumina precipitates θ 

(calculated with the model) as a function of time for different temperatures. 

Two isothermal tests were carried out at 1100°C. The adjustment of these data with the model 

makes it possible to test the reproducibility of the values of    ,     and    for a given 

temperature. The percentage difference between these fitted parameters and the value 

obtained by the model at 1100°C gives us an estimate of the uncertainty of the model at 

1100°C. The assumption of constant uncertainty over the temperature range studied was 

made, by considering that the Arrhenius laws corresponding to the maxima and minima of the 
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values of a parameter had the same activation energy. These percentages of uncertainty are 

presented in Table 4. This makes it possible to define a confidence interval for the model. For 

this, the upper limit of the model is obtained with the maximum values of     and     and the 

minimum values of   , the reverse is done for the lower limit of the model. 

A larger uncertainty of the adjusted    than for kp is observed. For this latter parameter, 

following the Evans equation [37], it can be defined with the following equation Eq9. 

      
    Eq9 

where ω is the surface density of nuclei, and ν is the radial rate of growth of nuclei.     
gathers both the density of nuclei and their radial growth rate. These two parameters can be 

impacted by the surface preparation and by local variation of composition which can lead to 

deviation of   . That could explain local deviations of the    points from the Arrhenius law. 

But, as shown by Fig. 9c, the global evolution of    points follows an Arrhenius law all over 

the temperature range studied. 

The three parameters of the model globally follow Arrhenius laws very well, as shown in Fig. 

9. Furthermore, the     parameter is close to the kp values of the formation of chromia and 

close to the kp values obtained experimentally at low temperatures (<900°C) with our 

isothermal TGA. In addition, the     parameter is close to the kp of α-alumina and is also very 

close to the kp values determined experimentally for high temperatures (>900°C). These 

trends show that the proposed model is in good accordance with all the kinetics measurements 

over the wide temperature range studied, from 800°C to 1200°C.  

Fig. 9d shows the evolution with time of the ratio of the surface θ covered with α-alumina for 

different temperatures, calculated with the Arrhenius law obtained for the    parameter. It 

illustrates that the time needed to reach the end of the kinetic transient regime, i.e, when the θ 

ratio reaches 1, evolves strongly with temperature. The duration is barely reachable at lab 

scale for 800°C. At intermediate temperatures 900°C-950°C, the AM1 alloy will be 

considered as an alumina-forming alloy (complete covering of the surface by alumina, θ=1) 

depending on the oxidation duration. At 1000°C, about 10h oxidation is needed for the 

alumina layer to be formed on bare AM1 alloy. At higher temperatures, at 1100°C and over, 

this time drops under 1 h of oxidation. At the highest temperatures, e.g. at 1200°C here, the 

transition is too fast to be observed when holding at high temperature, and has already 

occurred largely on heating. 

With the values of    ,     and    and their evolutions with the temperature, oxidation during 

non-isothermal conditions can be estimated. The model could then be used to simulate a 

complete TGA experiment by incrementing the time from the beginning of the heating 

process. In this case, the temperature varies with time and the θ value evaluation must 

consider this change (Eq10). In the present case,    was determined with a temperature rise 

rate of 1°C/s. 

      
    (        √

  (      )

   
)

 

  Eq10 

In order to verify the validity of the model, the parameters of    ,    ,    obtained with 

Arrhenius laws are used to plot the evolution of the mass gain as a function of time at 

different temperatures in order to compare them with the results of the isothermal TGA 

performed. This is done taking into account the heating part of the TGA experiments. The 

Jo
ur

na
l P

re
-p

ro
of



 

17 
 

comparison of isothermal TGA and model-simulated mass gains at 800, 950, 1050, and 

1200°C is shown in Fig. 10. 

 

Fig. 10. Comparison between the oxidation simulations proposed by the model and the mass 

measurements during the isothermal TGA tests carried out, a) at 800°C, b) at 950°C, c) at 

1050°C and d) at 1200°C (model and data are superimposed). 

The experimental curves are in good agreement with the model results. At 1050°C, the mass 

gain curve calculated by the model is above the experimental values. This difference is due to 

the variability of the    parameter. Indeed, a slight overestimation of the transition time leads 

to an increase of the mass of transient oxide gained during the transient regime. 

 

Discussion 

Fig. 11 compares the evolution of the parabolic constant kp estimated from experimental 

isothermal TGA experiments and the ones estimated from TGA curves simulated with the 

model. In both cases, the values of kp are determined with the complete parabolic law [19] 

(Eq1). They are estimated at different times of the curve (10 min, 30 min, 1 h, 10 h, 50 h, 100 

h, 200 h, 400 h). Results obtained are plotted as crosses (X) for kp values obtained from 

analysis of the experimental TGA curves and as lines for kp values obtained from analysis of 

simulated TGA curves calculated with the model. A good agreement can be observed between 

the experimental kp (X) and the kp determined on the curves calculated with the model (lines). 
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Fig. 11. Arrhenius plot of the parabolic rate constant kp determined from the analysis of the 

isothermal TGA experiments at different times (dots) and calculated using the model (lines) 

for different oxidation times. 

The kp values are plotted in an Arrhenius diagram. This representation allows to visualize the 

evolution of the kp as a function of the temperature and the oxidation time depending on the 

importance of the kinetic transient regime on the kp estimation. It shows that over the 

intermediate range of temperature, the comparison of different studies will be difficult 

because the estimation of the kp constant will be strongly affected by the oxidation duration. 

For example, at 950°C, oxidation of 10h will lead to a kp estimation of about 10
-6

 mg
2
.cm

-4
.s

-1
 

whereas, with 100h oxidation the kp will be estimated to be more than two orders of 

magnitude less. The shorter will be the experiment, the larger will be the temperature range 

inside which the estimation of kp will suffer from this kind of discrepancies. 

Since Fig. 11 shows the values of kp at different oxidation times as a function of temperature, 

it is possible to find the Arrhenius laws of the two parameters     and    . But more 

importantly, this representation allows us to see the evolution of the constant kp determined 

for a fixed time between the two oxidation regimes. During the isothermal oxidation of AM1, 

the constant kp varies from the Arrhenius law of transition oxides (   ) to the Arrhenius law 

of α-alumina (   ) as a function of the oxidation time and varies more rapidly as the 

temperature increases.  

For Ni-base single crystal superalloys, the use of a time-temperature-θ diagram is more 

suitable and can be plotted with the data generated by the model. This type of representation 

has already been used to delineate the transition alumina formation domains [38] and is given 

for the present model for the AM1 alloy in Fig. 12. In the same figure are depicted the 

different isothermal TGA experiments which have been done and the nature of the oxide 
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scales determined by XRD analysis for the corresponding samples as well as cross sections 

SEM observation for three chosen points. This allows to correlate the oxidation kinetics and 

the oxide scale microstructure. 

 

Fig. 12. Time-temperature-θ diagram. Dots represent isothermal oxidation and 

letters represent the oxide identified by XRD after oxidation (R = rutile, S = spinel, A = 

Al2O3, C = Cr2O3, N = NiO, I = ilmenite). Lines represent the different values of θ calculated 

with the model. 

This diagram can be used to estimate the oxidation time required to switch from the transient 

to the stationary regime. The beginning of the transition was estimated at a θ value of 0.01 

corresponding to 1% of the surface controlled by diffusion in alumina. In our case, we 

considered that the transition was finished when the percentage of surface controlled by 

diffusion in α-alumina was 99.9% (θ = 0.999). It corresponds to the moment when the mass of 

oxygen fixed on the sample by the transition oxides represents approximately 10% of that 

fixed by the growth of α-alumina. 

It can be noticed that X-ray diffraction allows to detect α-alumina only after the end of the 

transition, whereas α-alumina can be clearly observed on SEM cross-sections during the 

transient regime. 

At low temperature, the transient regime is very long, for example at 800°C, the oxidation 

time would be more than 30 kh (i.e. 3.4 yrs) to reach the stationary regime. Because of this 

long duration, no experimental data is available to confirm this. At low temperatures, the time 

required to complete the transition can be of the same order of magnitude as the life of a part 

in service, in this case, the transient regime clearly must be taken into account when designing 

these parts. 

Regarding the validity of the model, several hypotheses can be discussed. EBSD results show 

that the α-alumina layer is composed of a single grain in thickness, all of the same size, which 

seems to confirm the absence of nucleation of other α-alumina grains than those present at the 

beginning of the transition. The presence of α-alumina precipitates from the beginning of the 

dwell is difficult to verify but at low temperature, the presence of α-alumina from the 

beginning is unlikely. In this study, transition alumina oxide was never observed but it could 
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be present at short time and low temperature [10]. Looking at the cross-section SEM images 

of the samples oxidized for a short time, (i.e. shorter than the time needed to complete the 

transition) (see Fig. 7c) and e)), the interface seems to be covered with more alumina than 

what is expected from the model prediction. In this case, when alumina is formed by internal 

oxidation, its growth kinetics is controlled by oxygen diffusion through the metal layer which 

can be seen between the transient oxide and alumina. Then, at this stage, the growth of 

alumina is not controlled by the diffusion of elements through alumina itself, and the growth 

of the transition oxide layer is neither controlled by the diffusion of cations through an 

alumina layer. This fact does not call into question the model because in this case this 

internally growing alumina is considered as a transition oxide. In this case, the assumption of 

linear growth of α-alumina precipitates can be supported by the observations of Barth et al. 

[39]. During the oxidation of β-NiAl in the presence of titanium and/or silicon and/or yttrium, 

the radial growth of alumina precipitates follows a linear law in time [39]. 

 

Conclusions 

The purpose of this study was to investigate the oxidation behavior of the bare AM1 Ni-base 

single crystal superalloy over a large temperature range. A stepwise multi-temperature 

thermogravimetric analysis (SMT-TGA) was used to obtain the oxidation behavior of the 

alloy over the temperature range 750 to 1300°C.  This method, which consists in chaining the 

temperature steps, is faster than performing multiple isothermal oxidation experiments, and 

requires only one sample to obtain the parabolic oxidation constants of AM1 at several 

temperatures. In this study, isothermal thermogravimetric analyses were performed to assess 

the results obtained with SMT-TGA. The parabolic rate constants kp obtained with the two 

types of tests are close to each other, which validates the use of SMT-TGA analysis. A 

transitory regime in the oxidation kinetics is evidenced by both isothermal and SMT-TGA. 

The duration of this transient regime decreases with increasing temperature. This kinetic 

transient regime was correlated to the microstructural observations. XRD and cross-section 

characterizations allowed to highlight an evolution of the morphology of the oxide layer as a 

function of time and temperature. At long time and high temperatures (140 h at 1100°C), a 

continuous and protective alpha alumina layer is formed. At lower temperatures and shorter 

times (10 min at 1100°C, 20 and 190 h at 950°C), the alumina layer is convoluted and seems 

continuous. At low temperatures, and even for relatively long times (400h at 800°C), alumina 

is present as internal precipitates and does not form a continuous protective layer. A 

Comparison of multiple isothermal oxidation tests with the SMT-TGA test shows that SMT-

TGA allows drawing the complete picture of the kinetic oxidation behavior of the AM1 alloy 

in a single experiment.  

A model that takes into account the kinetics of the transition from transient oxides growth to 

protective alumina was built. This was done in order to be able to simulate the oxidation of 

AM1 over the whole temperature range 800-1200°C. This model assumes that the 

morphological evolution of the alumina layer observed causes the transition in oxidation rates. 

Only 4 parameters are necessary, and they can be fitted on experimental data. 3 of the 

parameters characterize the growth kinetics of the transient oxide, the growth kinetics of the 

protective oxide and the transition rate between the two types of kinetic control. These 3 

kinetics parameters follow Arrhenius laws. The physical meaning of these parameters can be 

validated because they can be relied on to the observation of the oxide scale microstructure.  

The oxidation kinetic model proposed for AM1 shows a good agreement with experimental 

isothermal mass gain curves. Thanks to this model, it becomes possible to estimate the 

oxidation time necessary for a sample of AM1 to leave the transient regime. Results show that 
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over the lower temperature range explored 800°C-1000°C, whether the alloy is an alumina-

forming alloy or not is dependent on the duration of oxidation and not only on the 

temperature. The model shows that very long isothermal experiments (up to tens and 

hundreds of thousand hours) would be necessary to check if the stationary regime can be 

reached at temperatures below 850°C. 

This model may be applied to other superalloys than AM1 where the same phenomena are 

involved, i.e. a transition with time between the formation of transient oxide(s) (Ni-rich 

spinels, chromia, transient aluminas...) and the formation of a protective alpha alumina layer. 

Of course, the parameters    ,     and    may have different values for different alloys. To 

obtain the parameters    ,     and    for other alloys, it is necessary to fit the model on 

isothermal tests at different temperatures. The     parameters which represent the oxidation 

rate of α-alumina could be close to those of AM1. But the     and    parameters which 

respectively represent the oxidation rate of the transient oxide and the kinetics of coverage of 

the alpha alumina layer could be far to those of AM1. Performing at first a SMT-TGA 

experiment will indicate if there is an important role of the transient regime for a given 

superalloy. It will also give some first estimates of the model parameters. 
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Table 1. Chemical composition of AM1 in ppm for Hf and S and in % for other elements 

(data provided by Safran Aircraft Engine). 

 Ni Ta Cr Co W Al Mo Ti Hf (ppm) S (ppm) 

AM1 
wt% Bal. 7.97 7.54 6.61 5.49 5.2 2.01 1.2 460-490 0.104-0.123 

at% Bal. 2.65 8.74 6.76 1.80 11.61 1.26 1.51 155-165 0.195-0.231 
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Table 2. Temperature and duration of the different dwells of the SMT-TGA experiment  

Temperature 

(°C) 
750 850 900 950 1000 1050 1100 1150 1200 1300 1100 1050 

Time (h) 20 100 80 40 20 10 5 3 2 1 12 34 

 

  

Jo
ur

na
l P

re
-p

ro
of



 

26 
 
 

Table 3. Thicknesses of the different oxide sub-layers as determined by image analysis. 

Thickness (µm) 20 h at 950°C 190 h at 950°C 10 min at 1100°C 140 h at 1100°C 

Al2O3 0.56 0.8 0.36 1.39 

Spinel  0.67 1.07 0.82 0.6 

Rutile  0.49 0.37 0.12 0.22 

NiO  0.03 0.23 0.19 / 

Total 1.75 2.47 1.49 2.21 
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Table 4 Percentage of uncertainty of the three kinetic parameters of the model. 

Parameters kp1 kp2 kt 

Percentage of 

uncertainty 
+35% -19% +29% -36% +173% -55% 
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Highlights 

 The oxidation behavior of AM1 superalloy was studied over the range 750 to 1300°C. 

 Thermogravimetric analyses showed the existence of a kinetic transient regime. 

 At short time and low temperature, AM1 is not an alumina-forming alloy. 

 A model was developed to predict oxidation kinetics of AM1 for all temperatures. 

 Kinetics from transient oxides growth to protective alumina was modeled. 
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