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This study aims at quantifying the effect of material arrangement in 3D printed ceramic on the mechanical performance. Starting from two main printing parameters, namely part orientation and printing angle, twelve different printing configurations are considered. These configurations differ in terms of filament arrangement in the building direction and within the plane of construction. Tensile testing is performed using vertical, lateral and longitudinal orientations for a printing angle of 0°, 15°, 30°, and 45°. Scanning Electron Microscopy is considered to study how the material symmetry affects the fractured patterns. In addition, optical imaging is used to monitor the deformation sequences up to the rupture point. The experimental results show a wide variety of deformation mechanisms that are triggered by the studied printing configurations. The interpretation of the observed trends in terms of mechanical load transfer is related to the lack of material connectivity and the relative orientation of the filaments with respect to the loading directions. This study concludes on the possibility to tune the tensile performance of 3D printed ceramic material by adjusting both the part orientation and the printing angle.

Introduction

Additive manufacturing is one of the breaking through technologies that has attracted many research areas for designing and manufacturing products with a large degree of freedom in design and architectural complexity. This processing route for material processing can be defined as a manufacturing technique layer by layer from a digitalised model. One of the distinctive features of AM is its ability to control the material laying down at a relatively fine scale. Several manufacturing routes fall within the definition of AM. One of the most known one is the fused deposition modelling, which is used to process polymeric structures. In this process, the material is extruded as a filament from a nearly 1.75 mm in diameter wire down to 0.1 -0.4 mm extruded filament. The motion of the printing nozzle that contains the extrusion space and the building platform on which the filament is laid down creates the 3D shape of the material by exploiting the rheological properties of the polymeric filament to quickly solidify after passing its thermal transition. This process generate a particular symmetry in the material due to the crossing of filaments at particular angles. The material is only continuous in one direction, which leaves two directions in which the material discontinuity materialises as a defect in cohesion between adjacent filaments called necking but also through the building direction. The presence of these discontinuities influences the mechanical performance of the parts. For instance, tensile properties measured in the direction parallel to the building direction are several orders of magnitudes lower than the same properties measured in the normal directions. The study of the sensitivity of process parameters on the mechanical performance of printed structures has received a large attention among the community of AM users. One of the main process parameters that contributes to tune the mechanical performance is the part orientation, which is found to significantly determine the amount of loss in properties depending on the loading pattern. In addition, the way the filaments are arranged within the building plane is also an influential factor.

Generally speaking, the filaments are organised in layups with a crossing configuration at -45°/+45°. These layups are complemented by an external frame to improve the structural stability of the printed part.

In this study, the combined influence of the part orientation and the filament crossing angle are studied to reveal the effect of symmetry break in material organisation at the filament scale on the mechanical performance of the printed part under tensile loading.

Experimental layout

The printing concept using FDM technology is illustrated in Figure 1a. Two main parameters determine the 3D filament arrangement within the part (Figure 1b). The first one is the inplane filament arrangement exemplified by the raster. The second one is the out-of-plane filament packing materialised by the building direction. The geometry of the part to be printed is a typical dogbone structure. Depending on the relative orientation of the dogbone structure with respect to the building direction, three main orientations can be selected: vertical (VE), longitudinal (LO) and lateral (LA). The filament arrangement within the plane of construction can be selected with the help of the printing angle parameter. Four different levels of printing angles are selected: 0°, 15°, 30° and 45°. These levels correspond to filament crossings at -45°/+45°, -30°/+60°, -15°, +75°, and 0°/+90°, respectively. By combining the part orientation and the printing angle, 9 different filament arrangements can be achieved, which are illustrated in Figure 2.

The printing process is conducted using a commercially available printer (Raise 3D Pro2 Plus) allowing high printing temperatures as large as 330°C. The feedstock material is a polylacticceramic filament (CER) from Frontierfila company. The recommended printing temperatures for this filament are above 200°C with a mandatory heated bed. The fixed printing conditions are shown in Table 1. As mentioned earlier, the varied printing parameters are the part orientation and the printing angle. Table 1 also summarises the levels considered in this study. The printed dogbone structures are subjected to tensile loading using a universal machine (Zwick Roell Group, Ulm, Germany). This machine is equipped with a load cell of 10kN. The rate of displacement is adjusted to 5 mm/min. The experiment is conducted up to the rupture point of the sample. The number of tested samples is 24 with 2 replicates per printing configuration. Out of the testing, the engineering constants such as Young's modulus, tensile strength, elongation at break are extracted and related to the printing conditions.

All experiments are monitored using optical observation. A high-speed camera (Phantom V7.3, Photonline, Marly Le Roi, 78-France) operating at a full frame of 800 × 600 pixels is used where the frame rate is adjusted between 100 and 5,000 fps (frames per second).

The fractured surfaces of the tested samples are characterised using scanning electron microscopy (SEM) to reveal the relationship between the symmetry of the material and the loading configuration.

Results and discussion

Microstructural features

Figure 2a illustrates the modification of the PLC filament shape from nearly circular to elliptical due to the strategy of laying down. Indeed, the layer height is adjusted to half of the nozzle diameter, which forces the layers to have a larger contact along the building direction.

The consequence is the change in the filament shape factor that affects the packing of the filaments, and in turn the generated porosity network. Within the filament, the ceramic particles are not affected by the increase of the temperature during the printing stage (Figure 2b). These appear as globular particles with a typical dimension of the order of 1 µm and a volume content of 15%. The examination of the interface between PLA and ceramic particles does not reveal particular interfacial damage, which puts more weight on the effect of filament arrangement in triggering the mechanical performance.

Figure 3 shows the out-of-plane layered structure corresponding to the vertical orientation, which is taken at an area far from the rupture region. Continuity in material structuring goes normal to the building direction (Figure 3a). The distance between adjacent filaments is nearly 200 µm, which also refers to the layer height. The central part of the filament appears smooth. However, the junction between adjacent filaments highlights a gap called necking. A close view of the necking (Figure 3b) reveals a textured white large structure of about 100 µm in width. This area emerges as a result of the deformation induced by the packing as the filament is forced to reduce its lateral dimension for 400 µm to 200 µm in the building direction. The cohesion between the filaments in this direction is only ensured by the limited contact area, which makes the 3D printed structure vulnerable to uniaxial loading along the same direction.

The in-plane arrangement of filaments for a sample printed according to the longitudinal orientation is shown in Figure 4. In order to highlight the filament crossing at +45°/-45° within the raster, the observed area is selected near the ruptured region where the stretching of the filaments allows both bottom and top layers to be viewed. Besides the limited connectivity between adjacent filaments within the same layer, filaments are cohesively connected between layers, where the contact area is substantially larger than for printed samples according to the vertical orientation.

In addition to the raster that is defined by the in-plane filament arrangement within the core of the sample, an external frame is added to confer more structural stability. Figure 4b shows the structure of this external frame along the edges in the case of a sample printed according to the vertical orientation. At the edges of the printed structure, the filament dimension is affected by both the compression of the top layers and the deceleration of the printing nozzle that occurs when trajectory changes drastically close to the edge. In addition, after the completion of the frame, the printing nozzle moves to the next position, which leaves a discontinuity as the one shown in Figure 4b.

Effect of part orientation

Figure 5a shows the effect of the vertical orientation on the fracture patterns of PLC printed samples. As the loading is performed in the same direction of material building, the load transfer is directed into a large area where the cohesion between filament is limited. As a consequence, this building configuration results in a limited mechanical strength and the instable cracking along the necking occurs substantially causing the ruin of the material (Figure 5b). The uniaxial loading is also transferred to the sample edge, which leads to the filament decohesion observed in Figure 5c. it can be concluded that for the vertical orientation, the structural role of the external frame is limited because the load bearing does not exploit the longitudinal performance of the filament.

Figure 6a shows the effect of the lateral orientation on the fracture patterns of PLC printed structures. In this case, the loading direction is no more aligned with the building direction. This means that the uniaxial stretching of the filament along its length represents most of the load transfer. Because the volume fraction of PLA matrix is predominant, the amount of stretching induces a severe plasticity behaviour, which is followed by a localisation phenomenon as shown in Figure 6a. The strain localisation induces significant reduction in filament cross-section prior rupture. A closer view at the junction between original and reduced sections of the filament highlights the presence of series of transverse cracks organised in bands (Figure 6b). The filament section reduction allows a large filament volume to be heterogeneously stretched along the length. This section reduction has also another consequence on the filament cohesion in the transverse direction. As shown in Figure 6b, a decohesion front develop in the direction opposite to the loading direction. Between adjacent filaments, the decohesion can be complete or partial, and can possibly leads to the formation and detachment of microfilaments as shown in Figure 6b.

Far from the localisation area, the overstretching of filaments involves mostly the filaments belonging to the external frame (Figure 6c). When the amount of stretching reaches the ultimate elongation at break of the filaments, the rupture pattern captured in Figure 6d eventually occurs. This pattern is typical of a ductile behaviour associated with the PLA matrix behaviour.

Figure 7a shows the last configuration among the possible part orientations, which is the longitudinal orientation. In this configuration, the filaments are stretched in a predominant +45°/-45° arrangement. This means that only a partial load transfer is obtained in the loading direction. This partial load transfer limits the stretching of the filaments compared to the previous filament arrangement (Figure 7a). A zoom-in view on the ruptured filaments shows the change of orientation of the filament observed in Figure 7b, which is a distinctive feature of the longitudinal orientation. In addition, out-of-plane decohesion between successive layers generates an inhomogeneous deformation for which the extent is guided by the width of the contact area. In facts, the filaments are overstretched between the contact points which act as anchoring points. Figure 7c provides a proof of the development of inhomogeneous stretching, for which the overstretched areas can be as large as 2 mm. A closer view of the overstretched filament does not show the presence of significant cracking bands. In addition, the transition between overstretched and understretched areas is abrupt.

Effect of printing angle

Depending on the part orientation, the effect of the printing angle can be amplified or inhibited. For a sample printed in the longitudinal direction, the in-plane arrangement of the filaments significantly influences the load transfer. The printing angle associated to the longitudinal orientation can alter significantly the magnitude of the load transfer as well as the nature of the deformation mechanisms. Figure 8 illustrates such influence for a part printed according to the longitudinal direction with a printing angle of 45°. The filament arrangement corresponding to this printing angle generates layups of 0°/90°. This arrangement allows half of the filaments to be oriented along the loading direction, which contributes significantly to the load bearing. It also generates a particular deformation mechanism that trigger interfilament cracking due to the retraction of the filament in the transverse direction. This retraction induces interfilament decohesion, which travels in the loading direction (Figure 8a).

This situation occurs at multiple spots driven by the lack of connectivity between the filament on top of each other. The longitudinal cracks that are created along the loading direction grow in number and possibly connect to each other as suggested in Figure 8b. Below these cracks, another mechanism of interfilament decohesion occurs in the transverse direction. However, the resulting crack propagates faster because the filament necking is normal to the loading direction. Figure 8c shows a closer view of the residual necking, which hosts a large number of microcracks that are formed by the reduction in filament section. According to this process, the crack bridging in the longitudinal direction adds more complexity to the deformation mechanisms induced by uniaxial loading.

Figure 9a shows the effect of an intermediate printing angle between 0° and 45° for a sample printed according to the longitudinal orientation. This figure exhibits partial detachment of the filament, which is induced by a large contact area between two successive filaments. The amount of damage observed is directly related to the extent of connectivity that is induced by the printing angle. In figure 9b, the combination of lateral orientation with a printing angle of 30° allows more filaments to be more aligned with the loading direction. As a consequence, the localisation phenomenon introduced earlier results in the partial detachment of filaments according to the same mechanism shown in Figure 6b. However, the larger load transfer triggered by a larger printing angle (30°) allows more the microfilaments to act transversely against longitudinal cracking. This is further enhanced when the printing angle is increased to 45° (Figure 9d).

Consequence on mechanical behaviour

Figure 10 illustrates the consequence of printing configurations on the overall tensile behaviour. Figure 10a demonstrates that irrespective of the printing angle, the deformation behaviour of printed structures according to the vertical orientation share the same cracking behaviour and the limited stretching prior rupture. It can be stated that when the building direction is parallel to the loading direction, the printing angle has no significant effect on the tensile response. However, this printing orientation leads in all cases to limited performance.

The opposite situation is shown in Figure 10b for samples printed according to the longitudinal orientation. In this case, the plane of construction contributes significantly to the overall deformation. Indeed, according to this orientation, the plane defining the filament arrangement contains the direction of loading. This means that the overall tensile behaviour depends on the printing angle as shown in Figure 10b. For instance, cracking behaviour is directly related to the printing angle. In addition, shearing develops for particular printing angles such as 0°, 15° and 30° whereas for 45°, uniaxial deformation prevails. Also, the large deformation observed in the case of longitudinal orientation compared to Figure 10a is directly related to the stronger contribution of the filament stretching in the load transfer. The most contrasting case is related to the lateral orientation (Figure 10c). This orientation allows the filaments belonging to the frame to be fully oriented in the loading direction. As a consequence, a large stretching prior ruptured is observed for all printing configurations. In addition, similarly to Figure 10b, there is a correlation between the printing angle and the amount of deformation that the printed structures can ensure prior rupture.

Table 2 summarises the quantified effects of both the printing angle and printing orientation on the mechanical parameters extracted from the mechanical responses. There is no cleat trend between the density of the printed structures and the printing angle. However, in average, it is found that the printed structures according to the lateral orientation exhebits the lowest densities (= 1.06 ± 0.009 g/cm 3 ). The same parts printed according to the longitudinal orientation exhibit the highest densities (= 1.09 ± 0.013 g/cm 3 ). This can be attributed to the amount of support needed to stabilise the structure during the printing process. The removal of this support can alter the density of the material. The intermediate case corresponds to the vertical orientation (= 1.07 ± 0.012 g/cm 3 ). Considerations about large discontinuities in the filament trajectories and the limited length laid down within the plane of construction can explain the lower density associated with this printing orientation.

Regarding the mechanical performance, although it appears that there is no strong trend with respect to the printing angle, the reported results in Table 2 suggest that higher performance is expected from a large printing angle. This is, for instance, true for Young's modulus at = 30° and  = 45°, irrespective of the printing orientation. In the case of the longitudinal orientation, the stiffness performance of the wire is even restored for these angles. In average, samples printed according to the longitudinal orientation are the top ranked ones (E Y = 730 ± 72 MPa). The lowest ranked ones correspond to the vertical orientation (E Y = 474 ± 78 MPa), which corresponds to a 40% of loss in the stiffness with respect to the wire performance. The analysis of the yield performance shows that the same rationale holds for the effect of the printing angle. However, the yield stress is found to be the largest one for the lateral orientation ( Y = 35 ± 2.32 MPa) whereas it decreases to  Y = 6 ± 1.4 MPa for the vertical orientation. For both cases, the yielding performance of the CER wire are not restored. The loss in the yielding performance represents 6% and 82% respectively. The tensile strength of the printed material follows the same tendency, where the gap between the yield stress and the tensile strength is limited for the longitudinal (

) and lateral ( ) orientation. The samples printed according to the vertical orientation do not present a plasticity behaviour. This means that the plasticity behaviour is significantly affected by the printing orientation. The best performing structures are those printed according to the lateral orientation ( Y = 36 ± 2.47 MPa) whereas the less performing ones are those printed according to the vertical orientation ( Y = 6 ± 1.41 MPa). This corresponds to a 28% and 87% of loss in the tensile strength with respect to the wire performance, respectively. The low values of ultimate stress ( R ) compared to the tensile strength observed for the lateral and longitudinal orientation demonstrates the development of localisation behaviour as shown in Figures 6 and7. There is no clear difference between the printing orientations and all configurations rank the same ( R = 7 ± 0.84 MPa). The ultimate stress is significantly reduced by 83% compared to the wire properties. The elongation at break follows the same trend as the tensile strength. It is significantly reduced for the vertical orientation ( R = 1 ± 0.12 %), which represents 98% of reduction with respect to the wire properties. The same elongation at break increases to its maximum level for the lateral orientation ( R = 29 ± 11.71 %), allowing to limit the performance loss to 62%.

Conclusions

This study demonstrates modulation of the mechanical performance of 3D printed ceramic materials can be obtained by combining both the part orientation and printing angle with respect to the loading direction. The SEM micrographs of fractured patterns concludes on varieties of deformation mechanisms that are activated and enhanced by playing on the relative orientation of the filaments with respect to the loading direction. These mechanisms are explained by the lack of material connectivity both in the building direction and within the plane of construction. The worst performing printing configurations are those printed according to the vertical orientation, in which the limited load transfer affects severely the stiffness, strength and ultimate performance. The lateral orientation appears to be the best compromise if the strength and ultimate properties are the main target. The maximum modulation of the tensile performance is found for the longitudinal orientation where it is possible to significantly change the resulting performance by adjusting the printing angle.

This configuration also fully restores the stiffness of the ceramic wire.
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