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Spectral Tuning, Stabilities under External Exposures, and
Spontaneous Enhancement of Emission Intensity in
Grown-into-Glass All-Inorganic Metal Halide Perovskite

Nanocrystals

Fengwen Kang,* Yongping Du, Ze Yang, Philippe Boutinaud, Martijn Wubs, Jie Xu,
Haiyan Ou, Dongzhe Li, Kaibo Zheng, Abebe T. Tarekegne, Guohuan Sun, Xuhui Xu,*

and Sanshui Xiao*

Herein, the grown-into-glass (GIG) CsPbBr;:Ln3* (Ln = La, Lu) nanocrystals
(NCs) are designed and fabrictaed using an in situ nanocrystallization
method. It is shown that a substitution of Pb?* sites with Ln3>* ions leads to a
blueshift of emission position induced by an increase of the bandgap of
CsPbBr;. Additionally, the GIG-samples are revealed to feature excellent
photoluminescent (PL) properties after being immersed respectively in water
for 300 days at room temperature, boiling water for 12 h, and corrosive
environments for 24 h, as well as recoverable PL intensity either after several
cycles of heat-cooling experiments or after being continuously exposed to a
405 nm laser irradiation. Besides, a spontaneous enhancement of 20-25% of
emission intensity during the 1-2.5 hours’ stage of a 405 nm laser irradiation,
attributed to the radiative recombination of charge carriers that can be
de-trapped from trapping levels upon the laser light irradiation and that then
spontaneously reinforces the emission intensity, is observed in the
GIG-CsPbBr;:Ln3* NCs. Finally, a white light-emitting prototype, with a CIE
chromaticity coordinate at (0.4110, 0.3706), a color rendering index of 89 and
a correlated color temperature of 3363 K is realized by combining the

1. Introduction

Recently, all-inorganic metal halide
perovskites (MHPs) ABX; (A = Cs,
CH,NH,, CH(NH,),; B = Sn, Pb; X =
Cl, Br, I), quaternary lead-free halide dou-
ble perovskites A,B'B"X, (A = CH,;NH;,
Cs; B’ = Na, K, Cu, Ag, Tl; B” = In, Bi,
Sb; X = Cl, By, I), lead- or halide-free yet
oxygen-contained A,B'B”O perovskites,
and their hybrid derivatives,'®! have
been receiving great attention and are
now a hot research subject in many
scientific fields for their exceptional
optoelectronic and  physicochemical
properties such as narrow emission
bandwidth, broad spectral tuning range,
high color purity and brightness, and
good light absorption efficiency.['>79]
Meanwhile, as a result of numerous
preparation routes developed over the

GIG-CsPbBr; NCs, YAG:Ce and CaWO4:Eu phosphors.

past years (e.g., laser-assisted irradi-
ation treatment, solid-state reaction,
coprecipitation, electrochemical method,
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self-assembly, sol-gel and wet-chemical approach, hydrothermal
and solvothermal routes, and a coupled arrangement of these
strategies!'3>¢819)) 3 variety of perovskite-structured materials
(PMs) featuring different particle sizes and morphologies have
become available, and they are now widely suggested for use in
biological purpose, micro- and nanolaser, X-ray scintillation, in-
formation encryption and decryption, optical encoding and sens-
ing, 3D nanoprinting, solid-state lighting technology like white
LEDs and backlight display, solar cells, and photo- or electrocat-
alytic purposes.’"13] However, the disadvantages of PMs, MHPs
in particular, are that they always suffer from the structural and
optical instabilities under external exposures like oxygen, mois-
ture, corrosive chemicals like strong alkaline and acid solutions,
heat and light, which consequently limit the application scopes
and future development.

To address the above-mentioned problems, numerous at-
tempts and efforts have been made over the past years to sus-
tain the properties of the PMs.[>1014-23] These feasible strategies
include the compositional engineering,['! shielding the PMs ei-
ther with a layer like the polymer PMMA,[*®] Si0,,['¢17] or with a
component-matched regulation,*®! surface modification through
using adhesion ligands(>!?! or repairing surface traps,!?’! and
forming a hybrid structure.?!! However, these strategies also con-
tain some potential disadvantages that cannot be addressed well
by themselves, typically when the MHPs are continuously ex-
posed for a quite long-term in the extreme external conditions
including ultrahigh and ultralow temperature, and strong cor-
rosive acid and alkaline chemicals. Engineering A- and B-sites
in the ABX;-typed MHPs through appropriately doping exter-
nal ions is known to enhance the photocharge carrier transport
capability!??] and modify the self-trapped excited states caused
by lattice deformation.?’] However, it may not solve the struc-
tural and photoluminescent (PL) instabilities radically since the
MHPs compounds are still exposed to external environments and
in principle, thus, would not avoid contacting the oxygen, mois-
ture, and chemical agents. Covering the MHPs with a chemi-

J. Xu

School of Medical Information and Engineering
Southwest Medical University

Luzhou 646000, China

D. Li

CEMES

Université de Toulouse

CNRS

29 rue jeanne Marvig, Toulouse F-31055, France

K. Zheng

Department of Chemistry

Technical University of Denmark (DTU)
Lyngby 2800 Kongens, Denmark

K. Zheng

Department of Chemical Physics and NanoLund
Lund University

Lund 22100, Sweden

G. Sun

State Key Laboratory of Experimental Hematology (SKLEH), Haihe
Laboratory of Cell Ecosystem, National Clinical Research Center for
Blood Diseases

Institute of Hematology and Blood Diseases Hospital

Chinese Academy of Medical Sciences and Peking Union Medical College
Tianjin 300020, P. R. China

Laser Photonics Rev. 2022, 2200166 2200166 (2 of 23)

www.lpr-journal.org

cal agent or ligand, inert structure-matched shells, polymer ma-
trix, and oxides-based layers was demonstrated to improve the
properties, but the surface protection layers, as exemplified by
their transmission electron microscopy (TEM) or SEM images
in the archival literatures,>1%1424] holds only several or a few
tens of nano-/micrometers after roughly evaluating from the
bottom edge of the layers. This unfortunately means that they
may not be thick enough to fully protect the MHPs and their
relevant PL properties from the aforementioned harsh exter-
nal conditions. Moreover, in most cases, a surface structure-
matching method always results in intrinsically unstable or in-
complete coating shells, while coating with organic polymers like
polymethyl-methacrylate and polystyrene is susceptible to high
temperature or high-power light irradiation damage.”*>! Further-
more, a recent work stated that dispersing the MHPs into organic
solvents like acetonel!!l sustains their PL properties and particles’
dispersion, but it leads to a severe decrease in the PL intensity
due to the particles’ agglomeration once they are extracted from
these organic solutions. Apart from the above aspects, the PMs
particles that were initially fixed individually at different locations
may also randomly diffuse, be agglomerated, and even be coag-
ulated upon, for instance, a repeated thermal stimuli, no matter
whether or not they are crystallized in regular morphologies and
size. Moreover, using the oxides-based inorganic coating layers
such as Si0,[16172628] Jeads to better stabilities of MHPs as com-
pared to the counterparts without coating. However, since the
SiO, belongs to a type of mesoporous material,[2*?#! the gradual
degradation of the PL and/or structural properties of the MHPs
may appear after staying in air for a long term due to moisture.
In terms of the analysis we mentioned or deduced above, keep-
ing the PMs well-dispersed and distant enough one from others
(the MHPs in particular) is a matter of importance to prevent
the structural and PL stabilities from being affected by external
exposures. This also indicates that such issues, if they cannot be
addressed well, would worsen the PL and/or structural properties
of PMs and thus, are not good for and may even be detrimental
to, such as, the lighting device fabrication.['!]

During the last three to five years, strategies involving the
growth and stabilization of MHPs nanocrystals (NCs) like
CsPDbBr; into a glass matrix by use of an in situ crystallization
routel®! or postmelting procedurel®®! have demonstrated great
improvements in terms of luminescent quantum yields, water-
resistance, thermal- and long-term photostability in comparison
with the glass-unprotected (hereafter GU) counterparts.[1229-34]
The benefits in these concerns are, on the one hand, to keep
the NCs particles away from each other and/or from the glass
edge and may, on the other hand, sustain the optimized micro- or
nanostructure under external exposures for a relative long term.
That is, each MHPs particle crystallized in the glass matrix is ex-
pected to keep a relatively fixed location in the glass matrix, with-
out being moved around easily with the change of the external
environments such as thermal stimuli. Note here that the tem-
perature of the thermal stimulus mentioned is well below the
transition temperature (T,) of the glass itself. As compared to
GU-MHPs and those improved by coating SiO,, PMMA, adhe-
sion ligands or polymers on the MHPs surfaces, it is clear that
the glass-stabilized method shows the potential in minimizing
the risks of particle agglomeration and may thereby be treated
as a feasible strategy to sustain the PL properties of the MHPs

© 2022 The Authors. Laser & Photonics Reviews published by Wiley-VCH GmbH

25107 SUOWILLIOD BANERID 3 qedljdde au) AQ pauBA0B a2 SOILE YO ‘B8N JO S| 10§ AXRIq1 8UIIUO AB]IAA U (SUONIPUOD-PUE-SWLBIWIOD"AB| A ATeiq U |UO//SAIY) SUONIPUOD PUE SIS | U} 89S *[2202/0T/8T] UO AXIqi 8UIIUO AB]IM ‘S0LeIH 8LRII0D) Ad 99T002Z0Z"10d|/200T OT/I0p/LcY" A3 1m-ARR.q U UO//SaNY LO1) POPEOIUMOQ ‘0 ‘6688E98T


http://www.advancedsciencenews.com
http://www.lpr-journal.org

ADVANCED
SCIENCE NEWS

www.advancedsciencenews.com

NCs for longer periods of time. For example, Yuan et al.l*! re-
ported that in comparison to the colloidal GU-CsPbBr; quan-
tum dots (QDs) that lost #95% of the PL intensity after being
immersed in water for 2 h, the CsPbBr; QDs embedded into a
CeO,-based glass matrix show especially that the PL intensity of
the glass-protected sample remains ~#90% of the initial PL inten-
sity after being immersed in water for 120 h at room tempera-
ture (RT). Huang et al.B132] found that the CsPbBr; NCs inside
a transparent glass medium feature reversible PL intensity, spec-
tral bandwidths, and peak positions after several cycles of switch-
ing on and off a 365 nm UV light, and revealed further that these
glass-protected CsPbBr; NCs sustain bright green color after be-
ing kept in deionized water and ethanol for 30 and 60 days, re-
spectively. In these works, the distances separating the CsPbBr,
particles from the glass edge, as roughly evaluated by their TEM
images, amount tens to hundreds of nanometers and even up
several micrometers. We are thus inspired by these brief surveys
that protecting the MHPs by a glass constitutes a particularly de-
sirable strategy for sustaining the relevant PL properties by, on
the one hand, promoting a statistical dispersion (i.e., minimiz-
ing the accumulation probabilities) of the MHPs NCs and, on
the other hand, preventing a direct contact with external envi-
ronments. Besides, MHPs with an inherent ionic structure like
the CsPDbBr; appear furthermore as the relevant achievable can-
didates in the glass matrix are due to a relatively low formation
energy,1*° which permits easy nucleation and growth in a suit-
able glass matrix. For this reason, the crystallization and growth
of the CsPbBr; NCs as reported by Huang et al.[3*32] can be con-
trolled using a high-energy femtosecond laser that combines the
laser light irradiation and the thermal annealing stimuli, leading
to encapsulated controllable patterns. These encouraging results
prompted us to select this in situ crystallization route to prepare
the grown-into-glass (GIG) CsPbBr; NCs.

As known, bulk MHPs (BMHPs) with a given structural com-
position and particle size usually show relatively simple spec-
troscopic properties upon excitation at a given wavelength, in-
cluding a fixed emitting-color due to the fixed PL intensity
and position, PL quantum yields, and spectral bandwidth. To
improve and enrich the PL properties, significant efforts have
been made, and they have led to the remarkably tunable op-
tical properties that result either from managing the isostruc-
tural perovskite systems, or from doping and/or codoping with
rare-earth (RE) (e.g., Eu**, Eu**, Pr**, Sm’*, Gd**, Dy**, Ce®t,
Yb3**, Er**, Tb*") and non-RE (e.g., Bi**, Cu’*, Mn*", Mn?*,
Ni%*, Cr**, Mg?*, Zn?") ions, as well as from controlling the
energy transfer process among these absorbing and emitting
species.3>3¢#] Among them, multicolor tuning sometimes can
be achieved through adjusting the relative emission intensity be-
tween different dopants or between the PMs and the dopants in,
for instance, CsPbCl;:Mn?*,38] Ba,GANDO,:Bi**, Mn*+,[*0l and
Cs,AgInCl,:Bi** NCs,*?l and Ca,MgWO;:Cr**,Yb**.[8] In par-
ticular, in the case of an efficient energy transfer from BMHPs
to dopants, the final emissions are dominated by the non-RE
and/or RE ions, such as, in the Mn?*-doped (But), PbBr, NCs*"!
and Cr**-doped Cs,AgInCl, NCs.[**] Moreover, due to the atomic-
like behaviors, some RE- or non-RE-doped BMHPs only ex-
hibit the unchanged spectral positions and thus emit the fixed
colors accordingly, as for example, in the Sm3*-, Eu’*-, Tb*-
, Dy**-, Er’*-, and Yb**-doped CsPbCl; NCs,[*! Mn?*-doped
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CsPbCl,,’! or Tb**-doped CsPbI; NCs.I2] In these works, the
RE and non-RE dopants serve as the luminescent activators,
but their combination with MHPs always suffer from the light
reabsorption issues due to the spectral overlap between their
emission and excitation/absorption bands, or the color imbal-
ance that results from different responses of different activa-
tors to, such as, the same temperature. This is well illustrated
in the Ba,GANDbO:Bi** ,Mn** 3¢ (C;H,(N,)PbBr,:Mn?*,>*] and
CsPbCl,  Br:Mn?* (x = 2.8%) NCsP**l that show a different PL
intensity reduction between Bi** and Mn** ions, Mn?* ions and
(CgH,(N,)PbBr,, and Mn** ions and CsPbCl, Br, (x = 2.8%) as
the temperature is increased from 77 to 300 K, 7 to 400 K, and 4.2
to 300 K, respectively. Such innate shortcomings, in principle,
can however be addressed if the selected dopants are not used
for their inner luminescent properties but for their aptitude to
modify the luminescence of the host cell lattice that welcomes it.
As exemplified by Pan et al.®l in Ce**, Sm3**+, Eu®t, Tb**, Dy**,
Er’*, and Yb** doped CsPbCl; NCs, and Begum et al.>] in Bi**-
doped CsPbBr; NCs, the dopants do not exhibit their lumines-
cence but modify the spectroscopic properties of CsPbCl, and
CsPbBr; NCs. The same scenarios are also seen in two recent
works that concern the Lu**, Tb**, Pr’*, La’*, and Eu** doped
GIG-CsPbBr; NCs.[34°]

Following the above observations and considerations, we have
prepared a series of MHPs-typed GIG-CsPbBr; NCs either un-
doped or doped with nonluminescent La** and Lu** ions by
means of an in situ nanocrystallization method. Our aim is three-

fold.

1) Investigate the PL properties’ change of GIG-CsPbBr;:Ln>*
(Ln = La, Lu) NCs and identify the corresponding working
principles that are not perturbed by the inner optical prop-
erties of the Ln** dopants. In this concern, the nonlumi-
nescent La** and Lu** ions caught our eyes and were se-
lected for their relatively high contrast of ionic radii among
trivalent lanthanides. Accordingly, their incorporation in the
CsPDbBr;, cell lattice is expected to affect the CsPbBr; cell lat-
tice and then modulate the corresponding PL properties with
the largest amplitude, which, as we will see, can be evidenced
by a blueshift of PL positions that is amplified as the doping
rates of La** or Lu®* ions are raised in the GIG-CsPbBr;:Ln**
NCs. Based on the spectroscopic analysis combined with the
structural discussion and density functional theory (DFT) cal-
culation, this spectral shift is assigned to a modulation of the
optical bandgap energies.

2) Qualify the PL behavior of GIG-CsPbBr;, GIG-CsPbBr;:Ln3*,
and GU-CsPbBr; NCs after being exposed directly to a va-
riety of external harsh conditions like moisture, corrosive
chemicals, repeated cycles of heating—cooling experiments,
and a 405 nm focused laser light. Specifically, the influ-
ence of moisture on the PL properties will first be eval-
uated by immersing the obtained samples in: i) water in
the temperature range of 25-100 °C, and ii) aqueous solu-
tions featuring pH values over the range of 1-14 for tens
of hours. The temperature-dependent PL depreciation of
MHPs has been summarized®*’! and studied by the research
works,[11:28:31:33:3941,53,5456] )3t these previous experiments ei-
ther involved limited heating—cooling cycles or involved only
one heating cycle. As evidenced by GIG-CsPbBr; QDs(**!
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and some oxide-based luminescent phosphor materials like
LuVO,:Bi**>7] and X2-Type Y,SiO:Eu’*,Bi** %8l the recover-
able PL properties can be achieved in a certain temperature
range after one heating—cooling cycle, but this does not mean
that the increase of the heating—cooling cycles or the change
of the heating—cooling temperature range can still maintain
the unrecoverable PL properties. For example, it is reported
by Meijerink and co-workers[®®! that the PL intensity of or-
ganically capped CdSe QDs incorporated in PMMA retains
~80% of the initial PL intensity in the first heating and cool-
ing cycle (i.e., +25 °C < +120 °C), but it keeps <40% with a
subsequent heating—cooling cycle of +25 °C « +160 °C. In
addition, the colloidal CsPbBr; QDs in water were found to
feature a basically recoverable PL intensity after a heating—
cooling experiment cycle in a relatively low temperature range
of +20 °C < +100 °C,33] but only ~40% and <10% of the
PL intensity retained when the heating—cooling temperature
ranges were changed into +20 °C < +150 °C and +20 °C <
+200 °C, respectively. In view of these, we therefore have in
situ collected and studied the PL spectra of GIG-CsPbBr; and
GIG-CsPbBr;:Ln*" NCs in an unchanged temperature range
of =150 « +150 °C, with up to 30 of the heating—cooling cy-
cles. Meanwhile, the effect of the incoming laser light irradi-
ation on the PL depreciation was also evaluated by focusing a
405 nm laser light onto the surface of the samples for up to
80 h.

3) Realize the warm-white emitting output by combining the
light of a 405 nm laser with the emissions from green GIG-
CsPbBr, powders, yellow YAG:Ce** and red CaWO,:Eu’*
phosphors. Through evaluating the performances, a near-
warm white-emitting prototype, with a CIE chromaticity co-
ordinate at (0.343, 0.3780), high color rendering index (CRI)
0f 89, and low correlated color temperature (CCT) of 3363 K, is
realized, thereby showing the potential of GIG-MHPs toward
laser lighting technology.

2. Experimental Section

2.1. Synthesis and Evaluation of the Samples

GIG-CsPbBrj:xLa*t and -CsPbBr;:yLu** NCs (where x, y = 0;
0.5% < x, y < 1.3%, for several x and y values varying by
steps of 0.2 mol%) were prepared using a melting—quenching
route followed by a subsequent nucleation and growth nanocrys-
tallization in a transparent borosilicate-based glass matrix, 34
as described in Figure 1la. More specifically, according to the
nominal chemical compositions consisting of the amorphous
glassy phase medium (35B,0,;-35Si0,-13Zn0O-2SrCO;) and all-
inorganic MHPs 9Cs,CO;—(3-x)PbBr,—3NaBr—xLn, 0O, formula
(where the x and y values are the mole percentage and, in
terms of the previous works, 3334 the Ln3* dopants are assumed
to substitute the Pb?* lattice sites), the raw chemicals of SiO,
(99.99%), ZnO (99.9%), B,0, (99.9%), SrCO, (99.99%), Cs,CO,
(99.99%), NaBr (99.99%), La,0, (99.99%), PbBr, (99.9%), and
Lu, 05 (99.99%), purchased from Shanghai Aladdin Biochemi-
cal Technology Co., Ltd, were first mixed in an agate mortar, and
then melted at 1200 °C for 15 min in an alumina crucible un-
der air. Later on, the melt was poured onto a 400 °C preheated
stainless steel plate and pressed using a brass plate to form the
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precursor glass medium. After that, the precursor of the glass
medium was transferred to a muffle furnace and annealed at
490 °C for 10 h to release the residual thermal stress and initiate
the nucleation growth of CsPbBr; and CsPbBr,:Ln3*. Then, the
GIG-CsPbBr; and GIG-CsPbBr,:Ln** NCs vitroceramics were
achieved. Finally, all GIG-samples were cut and polished to the
optical grade, and some of them were ground as fine powders
for the subsequent experimental characterizations and white-
emitting prototype realization.

To qualify the PL stabilities of GIG-CsPbBr; and GIG-
CsPbBr;:Ln** samples under external exposures including mois-
ture, corrosive chemicals, heat, and laser light, ~#0.01 g of the
milled glassy powder was dispersed either in 5 mL of distilled
water or in alkali and acid solutions, and then kept at RT in air.
Approximately 0.05 g of powder was added to 50 mL of distilled
water, and gradually heated until boiled. To maintain the total vol-
ume, distilled water was also supplemented for evaporation dur-
ing the boiling process. The optically polished glass was directly
used to study the laser-light tolerated PL stability, by focusing a
405 nm laser onto a given glass surface or a fine-milled powder
particle.

In parallel, following the synthetic steps developed by Ko-
valenko et al.?®l and reused in two of the previous works,[6%¢1]
GU-CsPbBr; NCs were also prepared to illustrate the PL stabil-
ity properties of GIG-samples from the opposite side. Specifi-
cally, 40 mL of 1-octadecene (ODE, Sigma-Aldrich, 90%), 0.814 g
of Cs,CO; (Sigma-Aldrich, 99%), and 2.5 mL of oleic acid (OA,
Sigma-Aldrich, 90%) were first mixed. Later on, the mixtures
were rapidly heated up to 120 °C, and then to 150 °C for 30 min
under an N, atmosphere followed by keeping at 120 °C for 1 h
under a vacuum. After that, Cs-oleate was kept in a glovebox,
then heated up to 100 °C, and finally kept at this temperature be-
fore use. After heating the mixtures formed by 0.689 g of PbBr,
(Sigma-Aldrich, 99.999%) and 10 mL of ODE for 120 °C under
vacuum for 1 h, 0.5 mL of dry oleylamine (OAm, Sigma-Aldrich,
80-90%) and 0.5 mL of OA were added and heated up to 120
°C under N, atmosphere. Followed by the steps of: i) increasing
the temperature of the mixture solutions to 180 °C, ii) injecting
0.4 mL of Cs-oleate solutions, and iii) immediately cooling by use
of the ice-water bath, the aimed GU-CsPbBr, NCs were obtained,
and they were suspended in acetone for further use.

2.2. Characterization Details

The XRD patterns of GIG-CsPbBr; and -CsPbBr;:Ln** samples
were recorded on a Rigaku D/Max 2200 Powder X-ray Diffrac-
tometer operating at 40 kV and 30 mA with Cu Ka radiation (A
= 1.5406 A). TEM measurements were done on a Titan Analyt-
ical 80-300ST TEM operated with an X-FEG running at 300 kV
accelerating voltage. Images were acquired on a Gatan Ultrascan
US1000 CCD with 2048 x 2048px. Considering the electron beam
penetration capability and the beam-sensitive CsPbBr; NCs, the
TEM images were collected on the thin edge of GIG-samples. In
the process of GIG-samples’ post-treatment, the powders were
first put into deionized water, shaken, left aside, and then used
a Pipette to absorb the supernatant and dry-dispersed on a Cu-
lacey carbon grid. For the TEM images of GU-CsPbBr; NCs, a
pipette was used to extract the acetone-suspended GU-CsPbBr,
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Figure 1. a) Major experimental synthesis steps of GIG-CsPbBrs:xLn3* (Ln = La, Lu; x, y = 0; 0.5% < x, y < 1.3%) NCs. b,c) Home-built PL data collection
systems for measuring RT, heat- and light-tolerated PL spectra upon excitation at a 405 nm (b) and at a 375 nm lasers (c), in which DM is dichroic mirror,
IPCS is image processing computer systems, ND is neutral density, and PMT is photomultiplier tube.

NCs (x200 uL), washed with the ethanol and deionized water two
times, and then dry-dispersed on a Cu-lacey carbon grid. The RT,
heat-, and light-tolerated PL spectra were collected using a home-
built PL data collection system operated with a 405 nm CW laser.
The simplified sketch of this PL setup is depicted in Figure 1b. It
consists of a halogen lamp with output power spanning from 0
to 100 W, a shamrock 303i spectrometer, a 460 nm long-pass fil-
ter (i.e., used for filtering the collected PL signals), a Nikon Ti-U
Inverted Microscope (which can be used for bright-field reflec-
tion), and a bright-field transmission. The heating—cooling PL
measurements were in situ recorded on a UK THMS600 Linkam
device coupled to the Nikon Ti-U inverted Microsope, with a

Laser Photonics Rev. 2022, 2200166 2200166 (5 of 23)

heating—cooling rate of 150 °C min~! over the temperature range
of =150 « +150 °C, a focused laser spot (here the objective of
a Nikon 50x TU Plan APO was used) on a fixed surface of the
samples, and a fixed slit (e.g., 150 um), as well as the identical
parameters (e.g., an exposure time of 0.01 s, and the number of
accumulations of 10). For the light-tolerated PL spectra, the sam-
ples were exposed continuously to a focused 405 nm laser beam
for up to 80 h. The measurements of the laser-induced PL en-
hancement and subsequent PL depreciation were performed un-
der continuous irradiation of a 405 nm laser. The samples were
all irradiated continuously under the laser light for tens of hun-
dreds of hours, without the laser off. When the irradiation time
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reached 3 h, for example, the spectrometer was then turned on
and started to measure the PL spectra. For the laser cut-off pro-
cess, the samples were continued to be kept in the sample cham-
ber. Once the cut-off time come to a given time like 10 h, the
laser was turned off and then the spectrometer started to mea-
sure the PL spectra. The measurement time used for collecting
each PL enhancement and depreciation data was comparatively
short, just 0.01 s. Additionally, the RT PL spectra of the samples
upon excitation with a 375 nm CW laser were also collected, but
the PL data collection system, as depicted in Figure 1c, differed in
that of Figure 1b. This setup used a single microscope objective
(NA = 0.8) for the PL collection. The collected PL signals were
transmitted through a 405 nm long-pass filter and fiber-coupled
to an optical spectrometer (SR-3031-A spectrograph with DU-420-
OE CCD). The effects of external exposures (i.e., water at RT, boil-
ing water, and corrosive chemicals with the pH values over the
range of 1-14) on the PL properties of samples were recorded on
a Hitachi F-7000 fluorescent spectrophotometer equipped with a
Xe lamp as an excitation source. The details of other experimen-
tal treatments that were not described here will be seen in the
below text.

3. Theoretical Details

Our first-principles calculations were performed within the
framework of DFT using the Vienna ab initio simulation pack-
age (VASP).[%2] A kinetic energy cutoff of 400 eV was used for the
plane wave basis set expansion and Brillouin zone integration
was performed on a regular mesh of 13 x 13 x 13 k-points for the
bulk self-consistent calculations. Electronic and lattice dynami-
cal properties were calculated with projector-augmented plane-
wave potentials!®] with the generalized gradient approximation
(GGA) of Perdew—Burke-Ernzerhof parametrization.[*!l The to-
tal energy and forces were converged to smaller than 1077 eV
and 1072 eV A~! during the structural relaxation. To calculate the
doping effect, we also adopted the virtual crystal approximation
method implemented in VASP. Note that for the doped materials,
we did not include the excitonic and electron—phonon coupling
effects in the present calculations.

4, Results and Discussion

4.1. Structural and Microstructural Analysis of Samples

Representative X-ray diffraction (XRD) patterns of GIG-CsPbBr,
and GIG-CsPbBr,:0.5%Ln*" (Ln = La, Lu) samples are shown
in Figure 2a. They confirm that the major 26-reflection peaks at
the planes (110), (200), (211), and (220) agree with that of Inor-
ganic Crystal Structure Database (ICSD) file no. 29073. Refer-
ring to those earlier works dedicated to CsPbBr;-related glass
nano-vitroceramics!122%333465-90] and relevant XRD data that we
recompiled into Table 2, it seems that the cubic phase is preferred
for CsPbBr; crystallized in glass matrix. Nevertheless, we can-
not fully exclude the form of an orthorhombic distortion in the
perovskite lattice and the possible existence of a very small per-
centage of orthorhombic phase-typed CsPbBr; NCs based upon
our experimental XRD patterns, so that these issues still remain
open in the GIG-MHPs-typed NCs vitroceramics at this stage.
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We note from Table 2 that the major 26-reflection positions of
CsPDbBr,; NCs differ somehow from one glass system to the other
mainly due to the factors such as the types of dopant used, the
glass transition and/or crystallization temperature, the thermal
treatment duration, or the raw chemical reagents used for form-
ing the glass. We also notice that the major 26-reflection positions
of GIG-CsPbBr; NCs follow the Vegard's law after being doped
with La** or Lu’* ions (Table 2), in agreement with the scenar-
ios depicted by Cheng et al.>®l that evidence a shift of the ma-
jor 20-reflection positions toward higher diffraction angles after
doping with Eu** ions. This shift, however, is not very obvious
since, on the one hand, only partial the Pb?* ions are replaced by
limited amounts (i.e., 0.5 mol%) of La** and Lu* ions, leading
to a very limited shrinkage of CsPbBr, cell lattice. On the other
hand, a relatively high signal-to-noise ratio makes it difficult to
precisely locate the specific 26-reflection peaks. Furthermore, the
broad yet unresolved reflection bands in the range of 17°-35° are
also observed in the GIG-samples due to the amorphous glass
medium, and they seem unique for almost all of CsPbBr;-related
glass nano-vitroceramics as we compiled in Table 2.
Low-magnification (LM) and high-magnification (HM) TEM
images depicted in Figure 2b reveal that GU-CsPbBr; NCs fea-
ture an average particle size of 9.8 + 0.3 nm, with a lattice fringe
of 0.404 nm for the plane (110). The LM TEM images presented
in Figure 2¢,d pertain to GIG-vitroceramics, and they reveal that
the GIG-CsPbBr;:1.1%La* and GIG-CsPbBr;:1.1%Lu*" NCs are
statistically dispersed in the glass medium, with an inner GIG-
particles distance amounting from 6 to 15 nm. This indicates
that the GIG-NCs particles retain a certain distance from each
other. The statistical average sizes of GIG-CsPbBr;:1.1%La**
and -CsPbBr;:1.1%Lu*" NCs are 4.3 + 1.2 and 3.8 + 0.9 nm,
with (111) and (110) plane-related lattice fringes of 0.346 and
0.409 nm, respectively. It is obvious that these lattice fringes are
between the maximum and the minimum of the lattice fringes of
the CsPbBr; NCs in other glass matrices as we listedin Table 2.

4.2. PL Spectra

The GIG-CsPbBr; (i-iii) and GU-CsPbBr; NCs (v) exhibit bright
green colors upon excitation with a 405 nm continuous wave
(CW) laser (Figure 3a), no matter whether they are in form of
monolithic bulk glass, powders, or immersed in water at RT
and suspended in liquid acetone. The emission spectra of GIG-
CsPbBr; and GIG-CsPbBr;:Ln** samples collected upon excita-
tion with a 375 or 405 nm laser are depicted in Figure 3b. Ob-
viously, upon excitation with a 375 nm laser, the positions’ shift
range (12.8 nm) in the GIG-CsPbBr;:xLa** (x=0 — 1.3%, 4, =
506.6 — 493.8 nm) is narrower than that (15.7 nm) in the GIG-
CsPbBryyLu*t (y = 0 - 1.3%, 4., = 506.6 — 490.9 nm) NCs.
Nevertheless, upon excitation with a 405 nm laser (iii,iv), the
positions’ shift associated with the same variation of La’** and
Lu** doping rates starts from 510.6 nm and ends at 488.0 and
493.5 nm, corresponding respectively to the shift ranges of 22.6
and 17.1 nm. This indicates that the peaks of the emission bands
slightly depend on the excitation wavelength, and a blueshift
of the PL intensity maxima is evidenced as the La3* and Lu**
doping contents are increased. Additionally, the PL positions
of GIG-CsPbBr;:0.5%La*" NCs upon excitation at 375 nm (i.e.,
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Figure 2. a) XRD patterns of typical GIG-CsPbBry:xLn3* (Ln = La, Lu; x, y = 0, 0.5%) NCs. b—d) (i) Low-magnification (LM) and ii) high-magnification
(HM) TEM images and iii) size distribution of GU-CsPbBr; (b), GIG-CsPbBr;:1.1%La3* (c), and GIG-CsPbBr;:1.1%Lu3* (d) NCs. Note that the particle
sizes and lattice fringes are directly evaluated by using a Gatan DigitalMicrograph software (version 3.9).

Table 1. Original a/b/c parameters from ICSD file no. 29073, DFT-optimized a/b/c parameters, and DFT-calculated E (V) values of CsPb,Br; xLa®* and

CstyBr3:yLu3+.

- Original a/b/c

DFT-optimized a/b/c parameters, and DFT-calculated E, values

parameters
Dopants x,y=0% X, y=2% X, y=4% X, y=6% X, y=28%
- a/b/c E, a/b/c E, a/b/c E, a/b/c E, a/b/c E,
La 5.8784 1.7449 5.7825 2.0456 5.7703 2.2210 5.7579 2.3274 5.7160 2.2691
Lu 5.8784 1.7449 5.9960 1.5293 5.9476 1.6758 5.8023 1.8080 5.5118 1.8326
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Table 2. Typical CsPbBr;-related glass reported in the last five years, together with the glass transition temperature (T;) and crystallization temperature
(T.), CsPbBr;-assigned crystal system and the referenced XRD card, the major 20-reflection position and the corresponding lattice plane, and the particle
size, as well as the lattice fringe (d) and the corresponding lattice plane.

Glass matrix/ T, [°C T. [°C] NCs Referenced card Crystal 20 value Lattice Size d[nm]  Plane  Refs.
composition system [°] plane [nm]
Zinc-borosilicates 350 450-490  CsPbBr; PDF # 75-0412 Cubic - - 5.0 - - [12]
Zinc-borosilicates - 480-520  CsPbBrg 5,104 JCPDS #54-0752  Cubic - - 5-10 0293 (200)  [65]
Phosphosilicates 400  440-450  CsPbBr, PDF # 54-0752 Cubic 213 (100) 32 0280  (200)  [66]
304 (200)
375 @)
Borosilicates 450 450-500 CsPbBr; PDF # 54-0752 Cubic 21.31 (100) - - - [56]
30.41 (200)
37.51 (217)
CsPbBry:Th3* Cubic  20.6848  (100) 5.73 0.180  (200)
21.1365 (200)
21.0675 211
TeO,-based - 200-400  CsPbBr, JCPDS # 54-0752  Cubic - - 6-10 0291 (2000  [33]
boroaluminates
Zinc-borosilicates 420 500 CsPbBry:La* JCPDS # 54-0752 Cubic - - 5.7 0.287 (200) [34]
- 0290  (200)
Zinc-borosilicates 350 450-490  CsPbBr; PDF # 75-0412 Cubic - - 5.2 0.228 (211 [25]
Borosilicates 420 520 CsPbBr, JCPDS # 54-0752  Cubic 21.86 (100) - 0295  (200)  [67]
30.81 (200)
34.65 (210)
37.92 @21
44.M (220)
CsPbBry:3.18%Eu’* - - - 0.296
Phosphosilicates - 300 CsPbBr; JCPDS # 54-0752 Cubic - - 8-15 0.290 (200) [68]
Zinc-boroantimonates - 300-400  CsPbBr; JCPDS # 54-0752 Cubic - - 3-8 0.238 (211) [69]
Borogermanates 350 420 CsPbBr; JCPDS # 75-0412 Cubic - - 79+ 0.402 (0171) [70]
0.65
Zinc-borosilicates 420 500 CsPbBr; JCPDS # 54-0752 Cubic - - 12 0.300 (200) [71]
CsPbBry:Zn 6.5 0.283
Phosphate - >500 CsPbBr; JCPDS # 54-0752 Cubic - - - 0.283 (200) [72]
Boro-germanates 400 450-520 CsPbBr; JCPDS # 54-0752 Cubic - - 6-10 0.410 (110) [73]
Multicomponent 470 490-550  CsPbBr, JCPDS #54-0752  Cubic - - 5-10 028 (2000  [74]
borates 0.26 (210)
Borosilicates 410 440-530 CsPbBr, PDF # 54-0742 Cubic - - 5.64— 0.209 (220) [75]
7.61
0240  (217)
0292 (200)
Borosilicates 360 475 CsPbBr; PDF # 54-0742 Cubic 21.551 (110) 5.2 0.292 (200) [76]
30.645 (200)
Borosilicates - 430 CsPbBr;:Bi**+ PDF # 54-0742 Cubic - - - 0.238 (211) [77]
Multicomponent 450  490-550  CsPbBr, JCPDS #54-0752  Cubic 15.22 (100) 1.96 0206 (2200  [78]
borosilicates 21.64 (110)
26.52 (1)
30.68 (200)
37.78 211
43.90 (220)
Zinc-borosilicates 400 500 CsPbBr; JCPDS # 54-0752 Cubic - - 5.28 0.338 (117) [79]
(Continued)
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Glass matrix/ T [°C] T.[°C] NCs Referenced card Crystal 26 value  Lattice Size d[nm]  Plane Refs.
composition system [°] plane [nm]
Borosilicates 350 475 CsPbBr, PDF # 54-0742 Cubic 2155 (110) - 0238  (217) 80]
30.65 (200)
37.77 @211)
43.89 (220)
Zinc-borosilicates CsPbBr; JCPDS # 54-0752 Cubic - - 30 0.352 (117 [871]
Zinc—tellurites 450 480-600  CsPbBry:Eu* JCPDS # 54-0752  Cubic 15.1 (100) - 02332 (211) 82]
215 (110) - -
30.6 (200) 03095  (200)
37.7 @11) - -
438 (220) 03273 (117)
Zinc—tellurites 230 250 CsPbBr;:0.4mol%Ag*  PDF # 54-0742 Cubic - - - 0.409 (110) [83]
CsPbBr;:0.5mol%Ag* 0320 (11))
Zinc—boro- 400  480-540  CsPbBr, JCPDS # 54-0752  Cubic - - 162 0305  (200) 84]
aluminosilicates CsPbBry:Eu* 9.8 0.295
15.21 (100)
2155 (110)
Zinc—calcium—boro- 400 500 CsPbBry:Eu’t, Tm3* PDF # 54-0742 Cubic 30.47 (200) 2.05— - - [85]
aluminosilicates 4.40
37.54 @)
43.66 (220)
Zinc-borosilicates - 450 CsPbBr, JCPDS # 54-0752  Cubic 15.16 (100) 4.0 0337  (117) [36]
21.54 (110)
30.62 (200)
37.80 @11)
43.80 (220)
Phosphates 150 - CsPbBr, JCPDS # 54-0752  Cubic - - 0290  (200) 87]
0200  (220)
15.1 (100)
215 (110)
Zinc—tellurites 250 280-310  CsPbBr,:V5+ PDF # 54-0742 Cubic 30.6 (200) - 0.2098  (220) [88]
37.7 @n)
4338 (220)
Tellurites 270 340 CsPbBr, PDF # 54-0742 Cubic - - 7-15 - - [89]
Zinc—calcium— 350 460/470  CsPbBr, JCPDS # 75-0412 Cubic - - 15.2 0.239 (217) [90]
boroaluminates
- - - GU-CsPbBr; JCPDS # 75-0412 Cubic - - 9.8 0.404 (110)  This work
Zinc-strontium— 400 490 CsPbBr;:1.1%Lu* ICSD # 29073 Cubic - - 4.3 0346  (117)
boroaluminates CsPbBr;:1.1%La%* 3.8 0409  (110)
CsPbBr; ICSD # 29073 Cubic 24.48 (110) This work
30.51 (200) - - -
37.73 @n)
43.68 (220)
CsPbBr;:0.5%La** ICSD # 29073 Cubic 21.55 (110) This work
30.51 (200) - - -
37.78 @11
43.71 (220)
CsPbBr;:0.5%Lu* ICSD # 29073 Cubic 21.56 (110) This work
30.53 (200) - - -
37.81 1)
4371 (220)
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Figure 3. a) Digital photographs of GIG-CsPbBr; NCs recorded under a 405 nm laser in form of monolithic bulk glass (i), powders deposited on a quartz
glass slide (i), and immersed in the RT water (iii), along with that of acetone-suspended GU-CsPbBr; NCs upon exposure to the natural daylight (iv)
and a 405 nm laser (v). b) Emission spectra of GIG-CsPbBr;:xLa3* and GIG-CsPbBr;:yLu?* (x, y = 0; 0.5% < x, y < 1.3%) NCs upon excitation with a
375 nm (i,ii) and with a 405 nm laser (iii,iv), where the two laser wavelengths have been labeled in each figure. c) The CIE chromaticity coordinates of
GIG-CsPbBry:xLa3* and GIG-CsPbBr;:yLu3* NCs, which are based on the emission spectra depicted in (b).

Table 3. Emission positions, FWHM values, and CIE chromaticity coordinates of GIG-CsPbBr;:xLa®* and GIG-CsPbBrs:yLu®* (0 < x, y < 1.3%) NCs.

These values are obtained and/or calculated on basis of the PL spectra of Figure 3b.

- Aex =375 nm Aex = 405 nm
La/x Aem Peak [nm] FWHM [nm] CIE values Aem peak [nm] FWHM [nm] CIE values

0 506.6 18.8 (0.0593, 0.6874) 510.9 20.9 (0.0736, 0.7355)
0.5% 505.5 17.3 (0.0427, 0.6630) 509.6 17.8 (0.0561, 0.7238)
0.7% 501.6 17.5 (0.0377, 0.5826) 507.6 18.7 (0.0518, 0.7089)
0.9% 498.2 20.9 (0.0443, 0.4917) 500.0 21.8 (0.0446, 0.6288)
1.1% 496.6 19.0 (0.0442, 0.4533) 495.9 211 (0.0425, 0.5812)
1.3% 493.8 19.7 (0.0508, 0.3965) 488.2 23.3 (0.0502, 0.4703)
Lu/y Aem Peak [NM] FWHM [nm] CIE values Aem peak [nm] FWHM [nm] CIE values

0 506.6 18.8 (0.0593, 0.6874) 510.9 20.9 (0.0736, 0.7355)
0.5% 506.1 17.4 (0.0428, 0.6646) 5103 17.8 (0.0571, 0.7233)
0.7% 503.8 17.2 (0.0393, 0.6172) 507.6 17.3 (0.0706, 0.6832)
0.9% 498.2 17.4 (0.0386, 0.5035) 504.3 19.6 (0.0433, 0.6342)
1.1% 493.8 20.6 (0.0522, 0.3904) 408.9 21.7 (0.0445, 0.5032)
1.3% 490.9 20.9 (0.0607, 0.3305) 493.5 219 (0.0560, 0.3901)

505.5 nm) and 405 nm (i.e., 509.6 nm) slightly differ respectively
from that of 506.1 and 510.3 nm of the GIG-CsPbBr;:0.5%Lu**
NCs. We can learn that this PL difference is similar to the 26-
reflection shift that is not very obvious at a low doping rate but
becomes more and more obvious as the La*" and Lu** contents
are increased. This, to some extent, also reflects the slight vari-
ation of CsPbBr; cell lattice caused by the La*" and Lu®** ions.

Laser Photonics Rev. 2022, 2200166 2200166 (10 of 23)

We correlate the PL shifts to the CsPbBr; lattice cell modification
caused by the substitution of larger Pb?* lattice ions by smaller
La** or Lu** doping ions. All corresponding values of PL peak
positions, full width at half maximum, and CIE chromaticity co-
ordinates are presented in Table 3 and Figure 3c.

A step further, we also plotted the peak shifts (hereafter, A(4.,)
expressed in cm™) against the Ln** doping rates to illustrate the
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Figure 4. a) PL shift in cm™" against the x or y values (i.e., the rates of La3* or Lu3* doping) in the GIG-CsPbBr;:xLa3* and GIG-CsPbBr;:yLu* NCs.
b) Linear fitting of PL shift in cm™ against the x or y values in the GIG-CsPbBr;:xLa>* (orange-yellow curve) and GIG-CsPbBr;:yLu* NCs (green curve)

upon excitation at a 405 nm laser.

observed PL change. This PL shift, as shown in Figure 4a, is lin-
ear for x or y exceeding the threshold value of 0.5%, and it fol-
lows: 1) A(375 nm, La**) =19 740 + 567x, and A(375 nm, Lu**) =
19740 + 806y for 375 nm excitation; 2) A(405 nm, La**) = 19573
+ 1095x, and A(405 nm, Lu**) = 19573 + 848y for 405 nm ex-
citation (Figure 4b). The two linear equations indicate that the
spectral shifts are more pronounced upon excitation with 405 nm
than 375 nm laser light or by La** doping than Lu** doping under
405 nm excitation, as evidenced by the gradual rise of the gap be-
tween the two linear fitting curves in Figure 4b. This is the reason
why we collected all forthcoming PL experiments upon 405 nm
rather than by 375 nm excitation.

To theoretically support our interpretation of the origin of
the above spectral tuning, we have calculated further the elec-
tronic structure of Ln3*-free (Ln = La, Lu) and -doped CsPbBr,
in the approximation of a homogeneous replacement of the six-
fold coordinated Pb atoms by the La or Lu atoms (see Figure 5).
Given the ionic radii and charge difference between Pb2* (1.19 A),
La** (1.1032 A), and Lu’** (0.861 A) ions at six Br~-coordination
numbers, we have carried out the calculations without and with
Br~-related vacancies. Detailed structural patterns and informa-
tion rebuilt based upon the DFT-optimized lattice parameters
(Table 1) are shown in Figure 5a. In undoped CsPbBr;, each Pb
atom is surrounded by six Br atoms, with a distance of 2.99 A for
the Pb—Br bond. When Pb atoms are replaced by, for instance,
the La atoms, the distance of the La—Br bond is decreased to
2.92 A, which is shorter than that for the Pb—Br bond. When a
Br~-related vacancy is positioned adjacently to La, then the La—Br
bond is changed to 2.96 A. This illustrates that the CsPbBr; lattice
is affected locally by doping with Ln** ions and further by consid-
ering Br~-related-anionic vacancies. Figure 5b shows the band
structure of the CsPbBr; calculated at the GGA level. The direct
bandgap energy at point R amounts 1.75 eV, which agrees with
previous theoretical reports on this perovskite.”2] The spin—
orbit coupling (SOC) strength of Pb?* and Br~ ions may change
the bandgap of CsPbBr; (0.6 eV, GGA + SOC), but our objective
is to capture the trend of bandgap energies where the SOC is not
expected to affect this trend a lot.[*] Thus, the rest of the optical
bandgap evaluation in the Ln3*-doped CsPbBr; was performed
by using the GGA method. With this approximation, we present
in Figure 5c partial density of states (PDOS) of CsPbBr; with dif-
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ferent amounts of La atoms inserted into Pb sites. The results de-
picted in Figure 5c(i-iii) reveal an increase of the bandgap from
1.75t0 2.33 eV as the x value is raised from 0 to 0.06, and a sudden
decrease to 2.27 eV when the x value goes further to 0.08. That
is, the behavior of the last point in the bandgap, as the red curve
shows, is abnormal since this value is smaller than that of the
second-to-last point. This is inconsistent with our expectations
that the bandgap should continuously increase with the increase
of the Ln** doping rate. In this case, the Br~-related vacancies
were then considered in the calculation, and the corresponding
bandgap energies are shown in Figure 5c(iv—vi). After compari-
son, it is clear that when taking into account the Br~-related de-
fects (Figure 5d (blue curve)), the bandgap energy values at each
La** doping rate are all smaller than that of the Br~-vacancies-
free counterparts. The results are reasonable since doping the
external ions into a crystal matrix sometimes involves the gener-
ation of vacancies that can reduce the total energy.***] Thus, the
CsPb,_La, Br, , as the x value increases from 0.02 to 0.08 feature
an increase in bandgap energies from 1.53 to 1.83 eV. It is incon-
sistent with the trend of bandgap change in Figure 5d(curve 1)
but “rectifies” the second-to-last point, thereby showing the con-
sistency of the bandgap change trend with the PL position shift
trend in Figure 3b. Although carried out with x values signifi-
cantly larger than the experimental ones, the DFT calculations
reveal that the bandgap of CsPbBr; tends to increase as the Pb**
cations are replaced by trivalent La** cations. Assuming that the
excitonic character of the CsPbBr,; absorption or emission band
results from the recombination of electron and holes pairs that
are produced after bandgap excitation, a rise of bandgap energies
in the CsPbBr; after being doped with the Ln** ions can thus
be assigned to the shrinkage of the CsPbBr, lattice that results
from the Ln**-doping and the creation of Br~-related vacancies,
which then mostly accounts for the PL positions’ shift as Figure 3
exhibits.

4.3. Stabilities under External Exposures
Four kinds of experimental tests were designed to qualify the sta-

bilities of the obtained samples under external exposures. For
this, three batches of fine GIG-powders were selected. All the PL
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Figure 5. a) Detailed structural information of CsPbBr; (i), replacement of Pb site by Ln atom without (ii) and with (iii) consideration of Br~-related
vacancies, in which the Cs, Br, Pb, and Ln atoms, marked respectively in black, red, purple, and blue, are shown in (iv). b) DFT-calculated band structure of
CsPbBr;. c) Density of states (DOS) by replacement of Pb sites with La atoms in the CsPbBr; without (i—iii) and with (iv—vi) consideration of Br~-related
vacancies. d) Dependence of bandgap energies on the La doping rates without (red line) and with (blue line) consideration of Br~-related vacancies.
Note that the number of the Br vacancies (i.e., z) in (d) is an independent value, which should be not as much as the La atoms (i.e., x).

experiments were collected upon excitation at 405 nm, a wave-
length for which the spectral shifts with the increase of the Ln*
doping rates, as we mentioned above, is experienced to be larger
than upon 375 nm excitation.

4.3.1. Effect of Moisture

Figure 6 shows the normalized PL (NPL) spectra of GIG-CsPbBr,
and GIG-CsPbBr;:0.5%Ln*" (Ln = La, Lu) powder samples that
were tested versus moisture following three procedures: (a) an
immersion in water at RT for up to 300 days, (b) an immersion
in temperature-increasing water until it boils, and (c) in boiling
water for up to 48 h. For each series of tests, the alteration of the
powder GIG-samples was evaluated by collecting the emission

Laser Photonics Rev. 2022, 2200166 2200166 (12 of 23)

spectra, making sure that all measurement parameters were kept
identical. The NPL intensity (NPLI) was evaluated as the area in-
tegrated in the spectral range of 475-575 nm, normalizing to the
maximum PL intensity. Table 4 and Figure 7 show the variation
of NPLI and emission maxima against the immersion time or
temperature.

With the increase of an immersion time in water at RT, no sig-
nificant change of positions and spectral shape (Figure 6a(i—iii))
is observed in the three GIG-samples. For GU-CsPbBr; NCs, a
pronounced depreciation of the luminescence is observed (Fig-
ure 6a(iv)), where >58% and >99% of the initial PL intensity are
lost after 24 and 300 days immersion (Figure 7a (purple curve)),
respectively. By contrast, the three GIG-samples preserve >90%,
>84%, and >67% of the initial intensity (¢t = 0) at an immersion
time of 8 (red), 48 (blue), and 300 days (yellow) (Figure 7a),
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Figure 6. Normalized PL spectra (

ex

Aoy = 405 nm

(©)

) of GIG-CsPbBr; (i), GIG-CsPbBr;:0.5%La3* (i), and CsPbBr;:0.5%Lu3* (iii), and GU-CsPbBr; (iv)

NCs recorded: a) after continuous immersion in the RT water for 300 days; b) with heating the water until it boils, note here that the total duration of
increasing the water from RT to boiling temperature (BT) is 215 min; and c) kept in the boiling water for 48 and 12 h, respectively. RT, BT, t, and T denote
room temperature, boiling temperature, immersion time, and temperature, respectively. The La3* and Lu3* doping rates have also been given in the
figures.
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Table 4. Dependence of normalized PL intensity (NPLI) and peak position on immersion time in room temperature (RT), increasing temperature (IT),
and boiling temperature (BT water in the GIG-CsPbBr;, GIG-CsPbBr;:Ln3* (Ln = La, Lu), and GU-CsPbBr; NCs. All the data are from the PL spectra of
Figure 6.

GIG-CsPbBr; GIG-CsPbBry:0.5%La** GIG-CsPbBry:0.5%Lu** GU-CsPbBr;

RT [d] NPLI Peak [nm] NPLI Peak [nm] NPLI Peak [nm] NPLI Peak [nm]
0 1 510.8 1 510.4 1 509.1 1 512.4
0.5 0.998 5111 0.983 510.1 0.987 509.1 0.917 512.8

1 0.997 5115 0.979 510.4 0.978 509.1 0.916 512.8

2 0.986 5111 0.980 510.1 0.950 509.1 0.898 512.8

4 0.946 511.1 0.970 510.4 0.943 509.4 0.847 513.2

8 0.905 510.7 0.952 510.4 0.945 509.1 0.810 513.2
12 0.874 510.8 0.935 510.1 0.919 510.1 0.654 513.2
24 0.868 511.2 0.896 509.4 0.914 509.1 0.511 513.2
48 0.842 510.4 0.855 510.1 0.892 509.4 0.474 513.2
96 0.800 511.5 0.822 510.8 0.857 509.7 0.345 514.5
144 0.742 5111 0.795 510.4 0.828 510.1 0.192 514.5
196 0.699 510.8 0.746 510.7 0.825 510.1 0.053 514.6
300 0.679 510.8 0.717 510.4 0.797 509.4 0.001 514.9
IT[°C] GIG-CsPbBr, GIG-CsPbBry:0.5%La* GIG-CsPbBr;:0.5%Lu’* GU-CsPbBr;

25 [RT] 1 510.8 1 510.4 1 508.4 1 511.8
30 0.986 510.8 0.999 510.1 0.994 508.4 - -
40 0.877 510.2 0.995 510.1 0.979 508.4 0.961 511.4
50 0.720 510.6 0.975 509.8 - - 0.934