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Abstract 

MXenes are 2-Dimensional metal carbides or nitrides that are currently proposed in many 

applications thanks to their unique skills including high conductivity and accessible surface. 

Recently, a new synthetic route was proposed to prepare MXenes from the molten salt etching 

of precursors allowing for the preparation of MXene (denoted as MS-MXenes, for molten salt 

MXene) with tuned surface termination groups, resulting in improved electrochemical 

properties. However, further delamination of as-prepared multilayer MS-MXenes still remains 

a major challenge. Here, we report about the successful exfoliation of MS-Ti3C2Tx via the 
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intercalation of organic molecule-TBAOH (Tetrabutylammonium hydroxide), followed by 

sonication to separate the layers. The treatment time could be adapted to tune the wetting 

behavior of the MS-Ti3C2Tx. As a result, self-supported Cl-terminated MXene film could be 

prepared for the first time by filtration. Finally, MS-Ti3C2Tx used as Li-ion battery anode could 

achieve high specific capacity of 225 mAh g-1 at 1C rate together with an excellent rate 

capability of 95 mAh g-1 at 167C. These results also show that tuning of the surface chemistry 

of MXene is of key importance for enhancing their electrochemical properties, providing the 

basis for a new generation of high-power batteries. 

 

 
1. Introduction 

The discovery of two-dimensional (2D) transition metal carbides or carbonitrides in 2011, 

termed as MXenes, has attracted wide attention from the research community due to its great 

potential applications in various fields 1–3. MXenes are conventionally prepared by selective 

etching in F-containing aqueous electrolyte of atomically thin A layer elements from MAX 

phase precursors, where M stands for an early transition metal (Sc, Ti, V, Nb, Cr, etc.), A 

represents an element from group 13-16 (Al, Si, etc.) and X is carbon and/or nitrogen 2. The 

general formula of MXenes is Mn+1XnTx (n=1-3) where T denotes surface groups such as OH, 

O, and/or F groups 1,4–6. The surface functional groups of MXenes not only affect the 

thermodynamic stability and optical properties, but also the electronic (including band structure, 

work function) and electrochemical performance 7. Although no method has been found so far 

to finely tune the types of surface functional groups, those surface terminations are highly 

dependent on the synthetic route and post-synthesis treatment 8,9.  

Until recently, aqueous solutions containing fluoride ions remained the mainstream method to 

etch A-layer of MAX phase to prepare MXenes. Etching electrolytes such as hydrofluoric acid 

(HF 2) or fluoride-based compounds (LiF+HCl 10, (NH4)HF2 11) are used, which results in -F,-
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OH, and -O surface terminated MXene (hereinafter termed as HF-MXene). All the etching 

mechanisms of the above methods involved the use/formation of hazardous HF solution. It then 

appears particularly important to find alternative, non-hazardous synthesis routes to achieve 

scalable preparation of MXenes. Recently, Li et al. reported about the synthesis of Zn-based 

MAX phase and surface F-free, Cl-terminated MXenes by reaction of MAX phase and Lewis 

acidic molten salt at 550 °C via a replacement reaction mechanism 12. Following this pioneering 

work, the synthesis of MS-MXenes was extended to a wide range of elements for the A-site of 

the MAX precursors (Zn, Al, Si, Ga) and Lewis acid melt composition 13–15. The influence of 

the nature of the surface functional groups on the electrochemical performance of MS-MXene 

was also studied 13. Used as Li-ion battery anode, MS- Ti3C2Tx delivered a Li+ storage capacity 

up to 200 mAh g-1 in 1 M LiPF6 carbonate-based electrolyte with good power performance 

(~100 mAh.g-1 at 60C). However, the rate performance was limited by the difficulty in 

exfoliating / delaminating further the prepared multi-layered MS-MXene particles as the result 

of the change of synthesis route and surface groups. 

Over the past few years, important research efforts have been put in HF-MXene delamination 

to improve their electrochemical performance compared to their multilayered counterparts 16,17. 

Several organic molecules such as dimethyl sulfoxide (DMSO) 16, isopropylamine 18 or 

tetrabutylammonium hydroxide (TBAOH) 19 have been reported as effective intercalants for 

efficient HF-MXenes delamination 17. 

In this work, we propose to further exfoliate MS-MXene by intercalation of 

Tetrabutylammonium tetrafluoroborate (TBAOH) organic molecule, followed by sonication to 

separate the layers. The electrochemical behavior of MS-Ti3C2Tx used as Li-ion battery anode 

before and after further exfoliation was compared, as well as the hydrophilic properties of the 

Ti3C2Tx / electrolyte interface. In addition, delaminated MS-Ti3C2Tx MXene could be 

successfully prepared by extending the surfactant treatment and sonification time in TMAOH. 
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2. Results and discussion 

2.1. Materials Characterizations 

Figure 1a shows a sketch of the reaction between Ti3AlC2 and CuCl2 at 680°C during Ti3C2 

MXene synthesis; the reactions are listed below: 

Ti3AlC2 + 3/2CuCl2	
!"#$/&#$
"⎯⎯⎯⎯⎯$ Ti3C2 + AlCl3(g)↑  + 3/2Cu                      (1) 

Ti3C2 + CuCl2 
!"#$/&#$
"⎯⎯⎯⎯⎯$ Ti3C2Cl2 + Cu                                    (2) 

CuCl2 together with NaCl/KCl turned to a molten state at the reaction temperature. Al layer in 

Ti3AlC2 is oxidized into Al3+ by concomitant reduction of the Lewis acid Cu2+ into Cu onto the 

MXene surface; further AlCl3 gas is formed, which can act as an effective agent to expand the 

MXene layer (equation 1) 12. Excess of Cu2+ also partially reacts with the exposed Ti atoms 

from Ti3C2 to form metallic Cu, while charge compensation is ensured by Cl− anions reacting 

to form Ti3C2Cl2 (equation 2) 12. The formation mechanism of Ti3C2Cl2 from Ti3AlC2 is 

analogous to that of chemical etching of Ti3AlC2 in HF solution, where Cu2+ and Cl− act as H+ 

and F−, respectively 2. As-prepared powders of Ti3C2Cl2 were further immersed in ammonium 

persulfate (APS) oxidizing solution to remove Cu particles from the Ti3C2Cl2 MXene surface, 

which also results in the addition of O-based surface groups. This final material prepared from 

this molten salt route will be noted as MS-Ti3C2Tx MXene, where Tx stands for O and Cl surface 

groups; under these experimental conditions, no –OH or –F surface termination is present on 

MS-MXene surface 13.  

For conventional HF-MXenes, one of the most widely applied methods for delamination is to 

intercalate DMSO solvent followed by sonication 17, thanks to matching the surface energy 

between DMSO and HF-MXene; however, this method failed to produce delaminated MS-

Ti3C2Tx. As shown in Figure S1, SEM image of DMSO-treated MS-Ti3C2Tx show thick, multi-

layers MS-MXene flakes, and precipitation in the solution is observed after just a couple of 

hours. After APS washing, the pH of MS-Ti3C2Tx in deionized water is 3.9, indicating the 
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release of protons from MS-Ti3C2Tx MXene in the electrolyte. In addition, a small number of 

K-ions coming from the MS precursor still remain on the MXene surface (see Table S1). After 

the addition of TBAOH into the MS-Ti3C2Tx suspension, the pH gradient between the acidic 

MS-MXene and alkaline TBAOH electrolyte results in ion exchange between the bulky 

tetraalkylammonium ions (TBA+) and cations (protons and K-ions), leading to MXene structure 

swelling. After sonication to promote exfoliation, TBAOH-treated MS-Ti3C2Tx were 

centrifuged at 3500 rpm for 30 mins to eliminate the sediment. Figure 1b shows the pristine and 

TBAOH-treated MS-Ti3C2Tx after centrifugation followed by sonication. For pristine MS-

Ti3C2Tx, the precipitation occurs after only 2 hours while the suspension of TBAOH treated 

MS-MXene is still stable after 2 weeks (see Figure S2). By shining a laser beam into the 

suspension of TBAOH treated MS-MXene, a clear Tyndall effect can be observed as shown in 

Figure 1d, thereby confirming the existence of colloidal suspension 18. Differently from pristine 

MS-MXene, the TBAOH-treated MS-MXene material can form a film after filtration as shown 

in Figure 1c; however, the film is brittle with poor mechanical properties, differently from HF-

MXene after delamination 10. MS-Ti3C2Tx has also been treated with 1M NaOH and TEAOH 

by following the same procedure, but no stable suspension could be obtained (Figure S3). Large 

TBA+ cation results in improving the stability of suspension, assumed to be linked with a 

decrease in the flake thickness and improved exfoliation of the MS-MXene.  
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Figure 1: Schematic and realistic views of the molten salt synthesis method and exfoliation 

process. (a) Schematic representation of synthesis and exfoliation of MXene prepared via Lewis 

acidic etching route. Pristine MS-Ti3C2Tx before (left) and after (right) TBAOH treatment after 

(b) centrifugation at 3500 rpm for 30 mins and (c) collected by filtration. (d) shows the Tyndall 

effect for nano flakes dispersed in water after TBAOH treatment. 

 

Figure 2a shows the XRD patterns of the MAX phase precursor (black plot), the MXene after 

removal from the molten salt bath (red plot), after washing in ammonium persulfate solution 

(APS) to remove Cu (blue plot), and the MXene after TBAOH exfoliation treatment (green). 

Right after synthesis (Figure 2a, red plot), most of the diffraction peaks corresponding to the 

pristine Ti3AlC2 MAX precursor disappeared, leaving (00l) peaks as well as several broad and 

low-intensity peaks in the 2θ range from 5° to 80°. These features indicate the successful 

etching of Al-layer from Ti3AlC2 into layered Ti3C2. Additionally, the shift of Ti3C2 (002) 

diffraction peaks from 2θ = 10.13° to 8.07° (±0.02°) indicates an expansion of the interlayer 

distance from 8.8 to 10.98 Å (±0.03 Å). The newly formed sharp and intense peaks centered at 

2θ angles of 43.29°, 50.43°, and 74.13° can be identified as metallic Cu. XRD pattern after 

washing with APS ((NH4)2S2O8) solution only shows (001) peaks (Figure 2a, blue plot) as a 
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result of Cu removal. After TBAOH treatment and freeze drying, the main peaks of MS-Ti3C2Tx 

in the XRD pattern (Figure 2a, green plot) still remain, which evidences Ti3C2Tx. The low 

intensity of (002) and (004) peaks reveals that freeze-dried TBAOH treated MS-MXene flakes 

sit in a different orientation. In addition, both (002) and (004) peaks slightly shift from 8.0° to 

7.6° and 16.0° to 15.2° respectively for (002) and (004) peaks. This indicates a slight expansion 

of the MS-MXene structure following intercalation of TBA cation, from 18.5 Å (neat) to 22.0 

Å (after TBAOH treatment). At the same time, slight peak broadening is observed, indicating a 

smaller flake size 20. Differently from the accordion-like multi-layered morphology of original 

MS-Ti3C2Tx (Figure 2b), parallel restacked layered morphology (Figure 2c) was observed after 

TBAOH treatment and filtration, further confirmed by parallel stacking as shown in the cross-

section image (Figure S4). TEM image (Figure 2d) shows transparent Ti3C2Tx sheets with well-

defined and clean edges, with the lateral size around 600 nm. Selected area electron diffraction 

pattern (SAED) (Figure 2e), shows sharp reflections indexed with hexagonal crystal system 

indicating that the TBAOH treatment does not alter the crystallinity of the Ti3C2Tx nanosheets 

21. The high-resolution TEM (HRTEM) image in Figure 2f confirms the thickness is around 

2.05 nm, corresponding to ~2 layers considering the thickness of monolayer (~1.03 nm) 22,23. 

These samples with expanded interlayer distance will be further termed as e-MS-Ti3C2Tx. Zeta-

potential (ζ) measurements of MS-Ti3C2Tx suspensions before and after TBAOH treatment 

have been made in water at different pH. to determine the surface charge and the fundamental 

interaction between the particles. As shown in Figure 2g, a negative ζ was measured in a pH 

range from 2.9 to 10.2 varied from 0 to -67 mV. The maximum zeta potential (absolute value) 

is almost twice compared to DMSO-treated HF-Ti3C2Tx 16, but similar to TBAOH treated HF-

Ti3CNTx 19. The isoelectric point is located at pH 2.9, which is far away from the pH of e-MS-

Ti3C2Tx (pH=7.6) in water. The strong electrostatic repulsion between highly negatively 

charged e-Ti3C2Tx nanosheets results in stable colloidal suspension by limiting aggregation, 

such as previously observed for DMSO-treated HF-MXene 16. Differently from e-MS-Ti3C2Tx, 
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the zeta potential of pristine MS-Ti3C2Tx is nearly 0 mV as a function of pH (Figure 2h), as the 

result of the instability of the pristine MS-Ti3C2Tx suspension after a couple of hours. Finally, 

the determination of the particle size (Figure 2i) shows, after TBAOH treatment and sonication, 

a size range from 200 nm to 1000 nm with the distribution of peak positions at 600 nm which 

corresponds well with the TEM results (Figure 2d).  

 

Figure 2: Material characterization of e-MS-Ti3C2Tx. (a) XRD patterns of pristine Ti3AlC2 

before (black line) and after (red line) reaction with CuCl2, multi-layered MS-Ti3C2Tx (blue 

line) and e-MS-Ti3C2Tx (green line) TBAOH treatment. SEM graph of (b) MS-Ti3C2Tx MXene 

and (c) e-MS-Ti3C2Tx (collected by filtration). (d) TEM graph of e-MS-Ti3C2Tx. (e) Selected 

area electron diffraction (SAED) pattern and (f) HRTEM image of e-MS-Ti3C2Tx. Zeta 

potentials of (g) e-MS-Ti3C2Tx and (h) multi-layered MS-Ti3C2Tx. (i) Mean size of multi-

layered MS-Ti3C2Tx (grey line) and e-MS-Ti3C2Tx (red line) in DI water. 
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2.2. Electrochemical Characterizations 

 
A series of electrochemical characterizations were performed to evaluate the electrochemical 

performance of freeze-dried e-MS-Ti3C2Tx. Figure 3a shows the initial two CV cycles recorded 

at 1 mV s-1 in LP30 electrolyte (1 M LiPF6 in ethylene carbonate/dimethyl carbonate with 1:1 

volume ratio). During the first cycle, an irreversible capacity loss is observed upon reduction 

(lithiation) due to the formation of the solid electrolyte interphase (SEI) layer 24. The SEI layer 

formation at the first cycle decreases the coulombic efficiency down to 36%, as a result of the 

increased electrochemical surface area. Although we did not focus on that specific point, the 

coulombic efficiency at the first cycle could be improved by post-annealing treatment for 

instance 25. In the subsequent cycle, CV shows a mirror-like shape with no redox peak during 

Li intercalation/deintercalation reactions, similarly to what we previously observed for pristine 

MS-Ti3C2Tx (Figure S5a, see also 13). In Figure 3b, an almost constant current was observed 

during the oxidation process from 1 mV s-1 to 200 mV s-1 in a potential range between 0.2 and 

2.0 V versus Li+/Li, indicating a reversible behavior for the freeze-dried e-MS-Ti3C2Tx. The 

discharge capacity of freeze-dried e-MS-Ti3C2Tx is 225 and 95 mA h g−1 at current densities of 

0.2 and 16 A g−1, respectively (Figure 3c), corresponding to an impressive ~42% capacity 

retention after 80 times increases of current density. Comparatively, the discharge capacities of 

pristine MS-Ti3C2Tx can only reach 205 and 25 mA h g−1 at current densities of 0.2 and 16 A 

g−1, respectively (Figure S5c). Figure 3d compares the specific capacity of MS-Ti3C2Tx before 

and after TBAOH treatment at different C-rates calculated from the galvanostatic charge-

discharge profiles (Figures 3c and S5c), where both electrodes have similar weight loading of 

1.1 mg.cm-2. The capacity retention of e-MS-Ti3C2Tx reaches 42% from 0.2 to 16 A g-1, while 

pristine MS-Ti3C2Tx with similar weight loading shows only 15% retention in the same current 

range due to slow kinetic even at 20 mV s-1. Those numbers evidence the higher power 
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capability of the e-MS-Ti3C2Tx which can be explained by the improved electrochemically 

accessible specific surface area of e-MS-Ti3C2Tx and faster ion transport 26. EDS analysis of the 

e-MS-Ti3C2Tx show that the main effect of the TBAOH treatment is the -O content increases 

(see Table S1), indicating the possible -O group addition due to the dissolved oxygen during 

the 6h sonification process. These results agree well with the result of DFT stimulations 

showing that O-terminated Ti3C2 MXene exhibits the highest theoretical Li ion storage capacity 

27. The cycling stability of the e-MS-Ti3C2Tx has also been test at a current density of 4 A g-1. 

As shown in Figure S6, it reveals that the capacity can retain about 85 mA h g-1 over 2000 

cycles, gives a capacity retention of 72%. Moreover, the electrochemical performance of 

TBAOH treated MXene is also strongly affected by the drying methods 28. While oven-dried 

(80 °C for 12 hours) e-MS-Ti3C2Tx have a similar electrochemical signature as freeze-dried one 

(Figure S7a), gravimetric capacity and power performance are strongly affected (Figures S7b 

and c) as a result of limited Li-ion transport in the electrode structure due to the stacking of 

oven-dried e-Ti3C2Tx layers 28, supported by the presence of sharp (002) and (004) peaks in the 

XRD pattern in Figure S8. In addition, the electrochemical performance of freeze-dried MS-

Ti3C2Tx has also been evaluated to evidence the significance of TBAOH treatment. As shown 

in Figure S9, without TBAOH treatment, freeze-dried MS-Ti3C2Tx shows similar capacity (180 

mAh g-1) and low power capability as observed for oven-dried MS-Ti3C2Tx.  
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Figure 3: Electrochemical characterization in 1 M LiPF6 in ethylene carbonate/dimethyl 

carbonate electrolyte of e-MS-Ti3C2Txwith a mass loading of 1.1 mg.cm-2. (a) Initial first three 

CV cycles recorded at 1 mV s-1 (b) CVs recorded at various potential scan rates from 1 to 200 

mV s-1. (c) Galvanostatic charge discharge (GCD) curves recorded at various current density 

from 0.2 A g-1 to 16 A g-1. (d) Discharge time and capacity values of a multi-layered before 

(black line) and after (red line) TBAOH treatment from 0.2 A g-1 (1C) to 16 A g-1 (167.5C). 

 

2.3. Interface Modification of MS-Ti3C2Tx 

Differently from the hydrophilic HF-MXene 28, pristine MS-MXene has a hydrophobic surface 

due to the absence of -OH group on the surface. To further characterize the change of surface 

properties, water contact angle measurements were performed on MS-MXene electrode film 

(prepared by mixing 80 wt% of MXenes powders together with 15 wt% of carbon black and 5 

wt% of PTFE binder) before and after TBAOH treatment. As shown in Figure 4a, different 
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TBAOH treatment times lead to distinct wetting behavior of MS-Ti3C2Tx. Pristine MS-Ti3C2Tx 

film presents a hydrophobic nature with a water contact angle of 136°, whereas the MS-Ti3C2Tx 

samples after TBAOH treatment show a decreasing contact angle with the TBAOH treatment 

time (see Figure 4a). The WCA values were 118°, 95°, and 43° for 12, 24 and 72h treatment 

time, respectively, indicating that the hydrophilicity increases with longer TBAOH treatment 

time. According to the report of Liu et al. 30, the hydrophilicity of MXene materials can be 

improved by introducing oxygen-containing polar groups. In the present case, the immersion in 

strong TBAOH base may result in slow surface oxidation of MXene surface into hydroxyl 

groups under a prolonged sonication process, possibly by dissolved oxygen 29. To further 

understand the evolution of MS-MXene in TBAOH solution, TEM observations and 

electrochemical measurements were successively performed on the MS-Ti3C2Tx after TBAOH 

treatment for 24h and 72h. As shown in Figure S10, some black dots were present on both basal 

and edge planes of MS-Ti3C2Tx sheets after 24h, and large defects and nanoparticles of about 

50 nm diameter can be observed after 72h. Moreover, a new peak at 25.2o corresponding to 

anatase TiO2 can be observed in the XRD patterns (see Figure S11a) of MS-Ti3C2Tx after 72h 

treatment in TBAOH solution, indicating that Ti3C2Tx slowly oxidized into TiO2 (PDF#00-021-

1272) 9,31. This is supported by the electrochemical signature of MS-Ti3C2Tx, where broad 

cathodic peak at 1.2 V and anodic peak at 2.1 V observed with increasing the treatment time 

(Figure S11b) could be attributed to the (de)lithiation behavior of TiO2 9.  
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Figure 4: Evolution of MS-Ti3C2Tx in TBAOH and TMAOH. (a) Water contact angle of MS-

Ti3C2Tx treated by TBAOH for 0h, 12 h, 24h, and 72h, respectively. (b) SEM image of MS-

Ti3C2Tx MXene after TMAOH treatment for 72 hours, followed by 18 hours bath sonification 

and selection at 7000 rpm. (c) Photo showing the flexibility of the filtrated TMAOH treated 

MS-MXene after selection. 

 

It was reported that hydroxyl groups play a significant role in the delamination of MXene 32. 

Therefore, a more hydrophilic TMAOH, due to the shorter chain size, has been chosen to treat 

MS-Ti3C2TX for 72 h, followed by 18 h bath sonification and selection by centrifugation at 7000 

rpm. As shown in Figures 4b and 4c, free-standing Ti3C2Tx paper could be prepared by filtration 

of the suspension onto a porous membrane. To the best of our knowledge, this is the first report 

of MS-MXene self-supported thin film. The water contact angle of the above free-standing film 

is measured to be 24.2o (see Figure S12), which evidences its more hydrophilic surface. 

However, the filtered electrode shows poor electrochemical performance in 1 M LiPF6 in 

ethylene carbonate/dimethyl carbonate electrolyte (Figure S13) as a result of hydrophilic 
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surface groups and compact layered structure which limits full access of the electrolyte ions 

between the MXene layers. 

 

3. Conclusions 

In this paper, TBAOH was selected as a solvent for the exfoliation of MS-Ti3C2Tx. During the 

process, ion exchange between the bulky tetraalkylammonium ions (TBA+) and cations 

(protons and K-ions) is assumed to allow bulky TBA+ cation to access the interlayer space, 

resulting in further exfoliation from multi- to few-layer MXene. The TBAOH treated MS-

Ti3C2Tx nanosheet suspension was found to be stable for two weeks, without apparent 

precipitation. When TBAOH-treated MS-Ti3C2Tx was tested as anode material in Li-ion battery, 

a high specific capacity of 225 mAh g-1 at 1C and excellent rate capability of 95 mAh g-1 at 

167C could be achieved, indicating improved electrochemical performance versus multilayered 

(pristine) MS-Ti3C2Tx. Interestingly, TBAOH treatment resulted in the change of the wettability 

of MS-MXene, as evidenced from the decrease of contact angle with the duration of TBAOH 

treatment time. Moreover, self-supported Cl-terminated MXene film could be prepared for the 

first time by filtration. 

 

4. Experimental 

 
4.1. Preparation of MS-MXenes 

Ti3AlC2 was used as the MAX phase precursor, and CuCl2 (Sigma-Aldrich, CAS # 7447-39-4), 

NaCl (Sigma-Aldrich, CAS # 7647-14-5) and KCl (Sigma-Aldrich, CAS # 7447-40-7) were 

selected as the molten salt. In a typical procedure, Ti3AlC2 was mixed with molten salt 

according to the following ratio (Ti3AlC2:CuCl2:NaCl:KCl = 1:3:2:2 in molar ratio) and grinded 

well for 10 minutes in air to make sure the mixture was homogeneous. Then the mixture was 

heated to 680 oC at a heating ramp of 4°C/ min under flowing argon in a tube furnace for 24 h. 
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The resulting reddish-brown products were washed using deionized water and collected by 

vacuum filtration with a porous anodic aluminum oxide membrane filter (47 mm diameter, 0.2 

mm pore size, Whatman Anodisc, Maidstone, UK). Afterward, APS ((NH4)2S2O8, Sigma-

Aldrich, CAS # 7727-54-0) solution was prepared and added inside to further dissolve the 

residual Cu. Finally, the above products were collected by vacuum filtration after cleaning by 

deionized water and then dried in a vacuum oven at 80 oC overnight. 

 

4.2. Exfoliation and delamination of MS-MXenes 

0.2 g of MS-Ti3C2Tx were added to 5 mL of aqueous solution of Tetrabutylammonium 

hydroxide (TBAOH, 40%) and 10 ml deionized water under Ar gas, and kept overnight under 

stirring at 40 oC in water bath. The obtained colloidal MXene suspension was then centrifuged 

at 15300 rpm and 9000 rpm with a large excess of water to totally separate the intercalated 

powder from the liquid TBAOH. Deionized water was subsequently added to the residue in a 

weight ratio of MXene to the water of 1:500. Ultrasonication of the bath was carried out for 6 h 

at low temperature (ice) to limit oxidation. Then, the TBAOH treated MS-MXenes were 

centrifuged at 3500 rpm for 30 mins to eliminate the sediment. After the elimination of the 

precipitate, the MXene was dried via vacuum freeze-drying for 4 days. For delamination, the 

MS-Ti3C2Tx MXene was left in TMAOH for 72 h, in which 18 h were dedicated to sonication 

in an iced bath to avoid oxidation. The sonication was accomplished as a step-by-step process 

(6 h each day) and stored inside the freezer during the rest of the time. Following the sonication 

process, the solution was centrifuged at 15300 rpm for 15 min to precipitate all particles and 

the above TMAOH solution was removed by using a pipette. Finally, the delaminated MS-

MXene were centrifuged at 7000 rpm for 8 mins to eliminate the sediment. After the elimination 

of the precipitate, the delaminated MXene was collected by vacuum filtration. 
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4.3. Physical characterizations 

X-ray diffraction (XRD) data was collected by a D4 ENDEAVOR X-ray diffractometer 

(Bruker, Germany) equipped with CuKα radiation (λ = 0.154 nm). The morphology of the 

MXenes was observed with a Scanning Electron Microscope (SEM) JSM 7100F (JEOL, Japan). 

Transmission Electron Microscopy (TEM) and High-Resolution Transmission Electron 

Microscopy (HTEM) images were performed using a JEM-2100 F microscope working at an 

acceleration voltage of 200 kV. The zeta potential was measured using a Zetasizer Nano ZS90 

(Malvern Instruments Ltd., UK, England). The pH for the solutions of MXenes in deionized 

(DI) water was adjusted using HCl and NaOH. At each pH value, ten measurements were 

collected for the zeta potential and the mean value was reported. The water contact angle (WCA) 

was measured via a contact angle meter (DSA30 Drop Shape Analyzer from Kruss).  

 

4.4. Electrochemical measurements 

MXene powders were processed into free-standing electrode films by mixing 80wt% of 

MXenes powders together with 15wt% of carbon black and 5wt% of PTFE binder; followed by 

vacuum drying for one day. The electrode mass loading was 1.1 mg cm-2. Lithium metal foils 

were used as both counter and reference electrodes, and Cu disk as working electrode current 

collector. The electrolyte was a commercial solution of LP30 (1 M LiPF6 in ethylene 

carbonate/dimethyl carbonate with 1:1 volume ratio) and two layers of 260 μm-thick porous 

glass fibers (Whatman GF/A) were used as the separator. Two-electrode Swagelok cells were 

assembled in an argon-filled glove box (moisture < 0.1 ppm, oxygen <0.1 ppm) to perform 

electrochemical measurements.  

Cyclic voltammetry, electrochemical impedance spectroscopy and galvanostatic cycling were 

performed using a VMP3 potentiostat (Biologic, France). Cyclic voltammetry and 

Galvanostatic cycling was carried out within a potential range from 0.2 to 3V vs. Li/Li+. 
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Electrochemical impedance spectroscopy (EIS) was performed at open circuit potential with a 

10 mV amplitude between 10 mHz and 200 kHz.  
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