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Abstract

TiO2–Au composite planar films and inverse opals were synthesized by Atomic
Layer Deposition (ALD) using Direct Liquid Injection for TiO2 deposition and for the
injection of preformed Au nanoparticles (NPs). A few nanometers thick layer of TiO2

was deposited after the Au NPs. Thermal annealing at 380◦C allowed to remove the
polystyrene beads template and to form anatase TiO2.

The obtained inverse opals have a layered structure of hollow TiO2 spheres inter-
connected by channels formed at the template beads contacts. Au NPs are homoge-
neously distributed on the surface. Their localized surface plasmon resonance (SPR)
at 587 nm confirm that they are embedded in TiO2. These photocatalysts were tested
for the degradation of methylene blue solutions under visible-light illumination. A sig-
nificant photocatalytic effect is reported with a 95% degradation after 7 h of exposure
only for the composite inverse opal. This results from the transfer of hot electrons
from the NPs excited at their SPR to the conduction band of TiO2. They generate re-
active oxygen species at the surface of TiO2 which are involved in the initial stage of
MB degradation. These results highlight the potential of ALD for the fabrication of
complex composite structures for application in photocatalysis.
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1. Introduction

Wastewater pollution is a major environmental issue. Dyes used in the textile and
pharmaceutical industries are an important part of this pollution. Approximately 15%
of the total world production of dyes is discharged in wastewater [1]. These pollutants
are generally considered to be toxic for animals and plants. Most of them are poorly
biodegradable or resistant to environmental conditions [2]. This is why important re-
search efforts are currently being made on photocatalysis and adsorption methods to
degrade or eliminate these products [3–8].

Titanium dioxide (TiO2) is the one of the most studied photocatalysts [6, 9, 10].
It is widely used in industry [11–13] because it is non toxic to humans, chemically
stable and low cost. However, its photocatalytic activity is hindered by charge photo-
carriers recombination [14, 15]. Moreover, the absorption of TiO2 is mostly restricted
to UV wavelengths which correspond to a small part of the solar spectrum. Differ-
ent methods have been proposed to improve the photo-electronic properties of TiO2

in order to overcome these drawbacks and enhance the activity of TiO2-based photo-
catalysts. Nanostructured titanium dioxide and nanocomposites coupling TiO2 with
different types of materials (graphene, carbon nanotubes, quantum dots, ...) have been
widely developed and tested as photocatalysts for wastewater treatment [8, 16–20].

Coupling TiO2 with plasmonic nanostructures is one of the ways explored to extend
the photocatalytic window to visible light. Several mechanisms have been proposed to
explain the higher activity of plasmonic photocatalysts under visible light illumination
that matches their localized surface plasmon resonance (LSPR). Linic et al. have de-
scribed three main and non-mutually exclusive mechanisms: direct charge injection,
near-field enhancement, and extended optical path length by plasmon induced scatter-
ing [21]. The latter one can be neglected in the case of small plasmonic nanoparticles
whose diameter is small compared to the wavelength of light. The enhanced near-field
mechanism is based on the hypothesis of a radiative energy transfer between the plas-
monic nanoparticle and the semiconductor under illumination at the surface plasmon
resonance wavelength. This effect can be neglected in the case of TiO2 which has no
photocatalytic activity in the visible range.

The direct charge injection mechanism is based on the transfer of energetic elec-
trons (hot electrons) from the nanoparticle excited at the plasmon resonance to the
conduction band of TiO2. Hot electron transfer requires intimate electrochemical con-
tact between the plasmonic particle and the semiconductor. Zheng et al. have recently
reported a study of the dynamics of the hot electrons transfer using the photocatalytic
reduction of p-nitrothiophenol as model reaction [22]. The influence of the Au NPs
size on the hot electrons transfer was investigated by operando Surface Enhanced Ra-
man Spectroscopy (SERS). It was concluded that the LSPR intensity and the electron
diffusion efficiency at the space charge layer around the metal-semiconductor junction
is intrinsically related to the size of the metal nanoparticles. The direct charge injection
mechanism has been widely proposed in the literature to explain the higher photoactiv-
ity of TiO2 nanostructures doped with noble metal nanoparticles. Recent works have
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studied the influence of the size of the nanoparticles used, as well as the nanoparticle
loading, on the activity of TiO2–Au photocatalysts [23, 24].

In parallel to the methods aiming at improving the photo-electronic properties of
TiO2, different kinds of TiO2 nanostructures with a large specific surface have been
developed to increase the activity of TiO2 based photocatalysts. The synthesis of pho-
tonic crystal photocatalysts such as opals and inverse opals (IO) structures corresponds
to this approach, but in addition it benefits from specific optical properties due to the
photonic band gap of these structures [25]. The decrease of the velocity of light prop-
agation at the edge of the photonic band (“slow light” effect) induces reflections in the
material that can enhance its optical absorption. The synergy of the photonic crystal
properties and the high specific surface offers a great potential for photonic crystals
structures in photocatalysis [26–28].

Recently, several works have reported the synthesis of TiO2 IO decorated with
noble-metal nanoparticles for photocatalysis applications under visible light illumina-
tion [29–32]. The synthesis of this type of structures has been developed by sol-gel
methods, electrochemical deposition, chemical vapor deposition and atomic layer de-
position by using self-assembled templates of polymer beads, followed by calcination
to remove the template [26, 33]. Among these techniques, the ALD approach offers
an excellent control of the synthesized film at the expense of a lower growth rate than
the classical Chemical Vapor Deposition (CVD) process. Moreover, ALD is used to
fabricate films with a very good conformity on complex shape substrates because the
gas flow bringing the precursors covers all the available surfaces. This results in a ho-
mogeneous layer on the substrate with a perfectly controlled thickness. In addition, the
ALD technique can operate at lower temperature than the CVD process, which allows
the use of substrates that degrade at relatively low temperatures, such as polymers.

The goal of the present work was to synthesize TiO2–Au composite inverse opals
by Atomic Layer Deposition (ALD) using a Direct Liquid Injection (DLI) setup not
only for TiO2 deposition but also for the injection of preformed Au-NPs. In addition,
this method allows to coat the deposited nanoparticles with a thin layer of TiO2 to im-
prove their adhesion on the TiO2 surface. The structure and composition of the synthe-
sized composite inverse opals and planar films were analyzed by Raman spectroscopy,
Secondary Ions Mass Spectroscopy (SIMS) and X-ray Photoelectrons Spectroscopy
(XPS). The degradation of methylene blue (MB) solutions was studied to assess the
photocatalytic activity of the synthesized composite structures under visible-light. The
study was done under natural pH of the MB solution. Therefore, only the specific sur-
face area and the presence or not of Au NPs vary and are responsible for the differences
in photocatalytic efficiency from one sample to another.

2. Experimental details

2.1. Fabrication of TiO2–Au films
All the samples were fabricated using a Direct Liquid Injection Metal-Organic

Chemical Vapor Deposition (DLI-MOCVD) process with rapid thermal heating (An-
nealsys MC-050). The DLI setup is based on atomized liquid injection of the precursor
solution to generate the reactive vapor. This device works in CVD or ALD mode de-
pending on to the operating parameters [34, 35].
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Silicon (100) substrates were cleaned by successive solvent baths (cyclohexane,
acetone and ethanol) and laid on a silicon carbide coated graphite susceptor supported
by a quartz holder inside a quartz reactor. The working pressure in the reaction chamber
was kept below 20 mbar using a dry pump and a regulator valve. The temperature of
the susceptor near the sample was measured by a K-type thermocouple and maintained
at 90 ◦C during deposition.

The precursors used to fabricate TiO2 film by ALD were tetrakis(dimethylamido)-
titanium(IV) (TDMAT, Sigma Aldrich, 99.999%) and deionized water. The TDMAT
solution was diluted in cyclohexane (C6H12, 99.99%, Sigma Aldrich) at a concentra-
tion of 0.02 M. The titanium precursor was kept at room temperature and pressurized
in a vessel under 3 bars of 99.999% pure nitrogen used as carried gas. The deionized
water was kept in a tank under vacuum to get a saturated vapor atmosphere to be in-
jected into the reaction chamber. TiO2 thin films were fabricated using the deposition
conditions reported in [33] (precursors injection and purges times).

The deposition of gold nanoparticles was done at room temperature by liquid injec-
tion of a diluted suspension of commercial Au-NPs into the reaction chamber using the
DLI device. The suspension of citrate-stabilized gold-nanoparticles in water was pro-
vided by Sigma-Merk. The diameter of the gold NPs was 5 nm and the surface plasmon
resonance of the solution was at about 520 nm. The concentration of nanoparticles was
about 5.5×1013 particles/mL. Several solvents were checked to dilute this commercial
suspension before the injection into the reaction chamber. Ethanol provided the best
results in terms of NPs dispersion and low impact on the ALD growth of a thin film of
TiO2 covering the first layer of TiO2 decorated with gold NPs. A 10-fold dilution was
carried out and stocked in a flask connected to the deposition set-up by an injector. The
suspension was pressurized with nitrogen under a pressure of 1 bar and injection pulses
were set with an injection duration of 5 ms and a frequency of 0.5 Hz for 80 minutes.

Inverse opals films were synthesized using a template of polystyrene (PS) beads
of 500 nm in diameter (from Alfa Aesar with a 2.5 wt% suspension of PS beads in
water). The beads were spin-coated on a silicon substrate (acceleration 100 tr/mn/s,
steady speed 1500 tr/mn, duration 60 s). The obtained monolayers of beads has an
hexagonal compact structure. A 40 nm thick layer of TiO2 was synthesized by ALD
on the template with the same parameters as for the TiO2 planar coatings. For the
composite films, Au NPs were injected at room temperature using the same parameters
as for the planar films. Then, a 5 nm thick layer of TiO2 was deposited by ALD on
top of the samples to protect them from the external environment and to increase the
contact surface area between gold and TiO2. Finally, the samples were annealed in
the reaction chamber at 380 ◦C for 3 hours to eliminate the polystyrene template and
induce the crystallization of TiO2. Inverse opal films formed of interconnected shells
were obtained in this way.

Four kinds of samples were synthesized on Si substrates (Figure 1):

(a) P–TiO2: Planar 100 nm thick films of pure TiO2;
(b) P–TiO2–Au: Planar composite TiO2–Au films composed of a 95 nm thick ALD

layer of TiO2 on which Au NPS were deposited. A 5 nm thick film of TiO2 layer
was deposited on top of the sample;

(c) IO–TiO2: inverse opals of pure TiO2;
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Figure 1: Schematic representation of the different structures synthesized in this work: (a) planar TiO2 film,
(b) planar TiO2 film decorated with Au-NPs on the top, (c) inverse opal TiO2 film, and (d) inverse opal TiO2

film decorated with Au-NPs.

(d) IO–TiO2–Au: composite TiO2–Au inverse opals.

The planar films were also annealed in the reaction chamber under a pressure of
10 mbar at 380 ◦C for 3 hours.

2.2. Characterization methods and photocatalysis experiments

The surface and cross-section morphology of the samples were observed by scan-
ning electron microscopy (SEM) using a JEOL 7600F working between 1 and 3 kV.
The backscattered electrons mode was used to visualize the distribution of gold nanopar-
ticles on the TiO2 surface whereas the secondary electron mode was used to get a pre-
cise morphology of the films.

Characterizations of the chemical composition of TiO2 films were performed by X-
ray photoelectron spectroscopy (XPS) using a XPS-Auger PHI 5000 Versaprobe with
monochromatized Al Kα as the X-ray source at 1486.6 eV.

Complementary nano-SIMS analyses were carried out to confirm the SEM observa-
tions and to obtain the depth-profile of the Au NPs. The measurements were performed
using a PHI nanoTOF II working with Bi2+3 ions (30 keV). Due to the presence of gold,
a Cs+ ion beam (2 keV) was chosen to sputter the sample surface. The analyzed area is
a square of 40 µm2, whereas the sputtered surface is a square of 400 µm2, both of them
being carried out in raster mode. The elementary composition of the film is obtained
as a function of the sputtering time.

Raman spectroscopy was used to investigate the structural properties of the films.
The measurements were performed at room temperature using a Renishaw inVia micro-
Raman spectrometer in backscattering configuration. The spectra were recorded with a
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532 nm laser as the excitation source and a ×100 microscope objective (NA=0.9). The
laser power was about 0.5 mW to avoid heating the samples.

The photocatalytic activity for the degradation of dyes by the different films was
tested with an aqueous solution of methylene blue (MB) concentrated at 1 µmol/L. The
MB solution was placed in a cuvette (1 × 1 × 4.5 cm3) with a sample of the selected
catalyst (1 cm2). The system was stirred for 10 minutes every hour by ultrasounds
and irradiated by a lamp at a distance of 1 cm. A Philips Tornado lamp with a color
temperature of 6500 K was used as illumination source. The irradiance was about
100 mW/cm2 at 1 cm from the lamp. The absorption spectrum of the MB solution was
recorded with a Shimadzu UV-2550 spectrometer at regular time intervals.

3. Results and discussion

3.1. Morphological and structural characterizations
The morphology of the planar films and inverse opals was imaged by SEM in the

backscattered electrons mode to take advantage of the chemical contrast between the
TiO2 films and the deposited Au NPs.

Figure 2a shows the surface of a P–TiO2–Au planar film deposited on a Si substrate
where the homogeneous distribution of Au NPs and a few agglomerated nanoparticles
can be seen. Annealing 3 hours at 380 ◦C did not affect the nanoparticles distribution
on the surface. The cross-section view (Fig. 2b) shows the homogeneous and compact
TiO2 layer grown by ALD on the Si substrate. As expected, the Si–TiO2 interface is
barely visible. There is no delamination of the film or voids at the film–substrate inter-
face. Au NPs are seen on the top of the sample. They are at least partially embedded
in the very thin top TiO2 layer.

TiO2

Si

Au-NPs

Figure 2: SEM surface (a) and cross-section (b) of P–TiO2–Au deposited on a Si substrate and post-annealed
at 380 ◦C during 3h. These images were obtained with the backscattered electrons mode.

The surface views of IO–TiO2–Au inverse opals are given in Figures 3a and 3b.
They show the ordered arrangement of spheres made of TiO2 which corresponds to the
opal structure of the template. The images also show a fairly homogeneous distribution
of nanoparticles on the surface of the TiO2 shells even after annealing, a slightly higher
density near the contact points between the spheres, and few agglomerated NPs.
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The calcination efficiency of the PS beads that made up the template was checked
by ion beam etching during 2 minutes of the top of the spheres. As seen in Figures
3c and 3d, the PS beads have completely disappeared and hollow TiO2 shells remain
which are interconnected by channels corresponding to the contact points between the
PS beads in the template as shown in Figure 3d. The presence of Au NPs at the surface
of these shells is clearly observed.

(a) (b)

(c) (d)

100 nm100 nm

200 nm 100 nm

Figure 3: Backscattered electrons SEM images of IO–TiO2–Au. The thickness of TiO2 is 45 nm. Gold
nanoparticles were deposited on the surface. The sample was annealed 3h at 380 ◦C. (a,b) Surface and (c,d)
interior images of the hollow shells obtained after partial ionic etching of the upper shells layer.

The in-depth distribution of Au NPs in P–TiO2–Au and IO–TiO2–Au samples was
studied by nano-SIMS. Figure 4 shows the intensity as a function of the sputtering time
measured for the peaks corresponding to the Si+ (28.01 u.m.a.), TiO+

2 (79.9 u.m.a.)
and Au− (197.0 u.m.a.) ions.

For the P–TiO2–Au planar film, Figure 4a shows for Si+ a step profile centered
at about 100 s. On the contrary, the intensity of TiO+

2 decreases with the sputtering,
and it decreases faster after 100 s. This result together with the variation observed
for the Si+ peak indicate that the film-substrate interface is reached for a sputtering
time of about 100 s. The signal of Au− shows a narrow peak centered in the first 10 s
of sputtering, which can be assigned to gold nanoparticles deposited on TiO2. It is
difficult to draw any conclusion regarding the presence of the few nanometers thick
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TiO2 film deposited on top of the gold nanoparticles. The UV-vis absorption spectra
discussed later will bring additional information on this point.
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Figure 4: In-depth SIMS profiles of Au−(197.0 u.m.a.), TiO2
+ (79.9 u.m.a.) and Si+ (28.01 u.m.a.) ob-

tained for (a) P–TiO2–Au and (b) IO–TiO2–Au.

For the IO–TiO2–Au inverse opal (Fig. 4b), the variation of the intensity of the Si+

peak as a function of the sputtering time shows a step profile similar to P–TiO2–Au.
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The profile obtained for the TiO+
2 peak shows a strong decrease in the first 20 s of

sputtering, followed by a smoother decay up to around 110 s, and a faster decrease
thereafter. This variation, together with the Si+ profile, suggests that the deposit is
removed after a sputtering time of about 110 s. The Au− signal shows a strong peak in
the first 30 s of sputtering, and then a weaker and broader peak at about 105 s. The first
one corresponds to Au NPs deposited on the top layer of the spheres of the inverse opal
structure. The second one is assigned to Au NPs deposited in the free spaces between
the spheres (Figure 3), where the Si substrate is covered by a very thin film of TiO+

2 .
Planar films and inverse opals were studied by XPS to analyze the chemical state

of the elements which constitute the synthesized samples. Figure 5 shows the spectra
obtained for annealed P–TiO2–Au and IO–TiO2–Au samples in the spectral ranges
corresponding to the Ti 2p, O 1s and Au 4f peaks.

The Ti 2p spectrum (Fig. 5a) shows for both samples the Ti 2p3/2 and Ti 2p1/2
peaks of Ti4+ at 458.80 eV and 464.50 eV, respectively, attesting that titanium is in the
Ti4+ oxidation state [36]. This proves that the annealed samples are made of stoichio-
metric TiO2.

The O 1s peak (Fig. 5b) shows for both samples a main component at 530.20 eV
corresponding to Ti-O bonds in stoichiometric TiO2 in agreement with the Ti 2p peak
analysis [37]. A smaller component is observed at 531.80 eV. Its intensity is larger for
IO–TiO2–Au compared to P–TiO2–Au. It is assigned to OH groups adsorbed on the
surface of the samples [38].

This observation can be interpreted in two ways, which may be complementary.
First, the higher relative intensity of the OH contribution may be due to the larger spe-
cific surface area of IO compared to planar films (at least 8 times larger), and thus a
higher surface-to-bulk ratio analyzed by XPS. This leads to an increase of the relative
intensity of the adsorbed species compared to the bulk species. Even if the whole sur-
face is not hydroxylated, the contribution of OH species to the O 1s signal must be
higher. On the other hand, Figures 3a and 3b show TiO2 spheres composed of well dif-
ferentiated particles that can present different crystallographic orientations. Very polar
directions may appear, which require a larger hydroxylation than the most stable orien-
tations to be stabilized. The larger specific surface area of inverse opals increases the
contribution of adsorbed species such as hydroxyl groups. These two complementary
effects can explain the higher contribution of the OH component in the O 1s spectrum
of IO–TiO2–Au.

The presence of Au at the surface of P–TiO2–Au and IO–TiO2–Au samples is
shown in Figure 5a by the two Au 4f peaks near 84.0 eV (4f7/2) and 87.7 eV (4f5/2).
These energy values are compatible with metallic gold without oxidation [39]. How-
ever, for the planar film, the asymmetry of the 4f peaks is not very marked, which can
reflect a metallic character disturbed by the small size of the Au NPs. For the IO–
TiO2–Au sample, the Au 4f peak intensity is quite smaller due to the topography of the
sample and the lower density of Au NPs deposited on the shells compared to the planar
films (Fig. 3a), while a part of Au NPs is hidden under the TiO2 spheres. Moreover,
the spectrum shows a symmetric Au 4f peak which is slightly shifted towards higher
binding energies (ca. 0.15 eV). These observations highlight the small size of the Au
NPs which are perfectly dispersed on the surface of the TiO2 shells.

Raman spectroscopy was used to check the structure of as-deposited and annealed
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Figure 5: XPS spectra of P–TiO2–Au (blue) and IO–TiO2–Au (red). Spectral windows: (a) Ti 2p, (b) O 1s
and (c) Au 4f.

10



TiO2–Au films. The results presented in Figure 6 show only the Si peaks coming from
the substrate for the as-deposited film. After annealing peaks are present at 145, 400
and 640 cm−1. They are assigned to anatase TiO2. Therefore, TiO2 is amorphous in
the as-deposited films and it crystallizes into the anatase structure during annealing at
380 ◦C. This is in agreement with previous works [33]. The spectrum obtained for
TiO2–Au inverse opals after the thermal treatment does not show any peak which can
be assigned to the PS beads and in particular near the very strong peak at about 1000
cm−1. Residues of the PS calcination give rise to the D and G bands assigned to amor-
phous carbon. The peaks of anatase TiO2 are clearly detected at lower frequencies.
In particular, the peak at 145 cm−1 is strong and the signal from the Si substrate is
reduced in this case.

A
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Si Si

Si
Si

Si
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As-deposited	P-TiO2-Au	
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Figure 6: Raman spectra of P–TiO2–Au and IO–TiO2–Au after annealing at 380 ◦C. The spectra of as-
deposited P–TiO2–Au is shown for comparison.

3.2. Absorption tests and surface plasmon resonance
The optical absorption of P–TiO2–Au planar films in the visible range was mea-

sured before studying their photocatalytic activity under visible light irradiation. A
90 nm thick film of TiO2 was deposited on a quartz substrate by ALD. As described in
section 2.1, Au-NPs were deposited next followed by a 10 nm thick TiO2 film. A pure
P–TiO2 film deposited on a quartz substrate and the suspension of Au NPs diluted in
ethanol used for the synthesis of composite samples were also studied for comparison.
The results are shown in Figure 7.

As expected, no absorption bands are present in the visible range for the undoped
P–TiO2 film. The spectrum of the suspension shows an absorption band at about
520 nm which corresponds to the surface plasmon resonance of Au-NPs. This band
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is redshifted in the P–TiO2–Au spectrum which displays a broad absorption peak cen-
tered at about 580 nm.

The absorption cross-sections of spherical gold nanoparticles embedded in a medium
of a given refractive index can be modeled using the Mie theory [40]. We used the op-
tical constants for gold from [41]. For 5 nm diameter Au NPs in ethanol (n=1.36), the
absorption band due to the surface plasmon resonance is calculated to be at 524 nm
which is very close to the experimental position observed in Figure 7. For the same
Au NPs embedded in anatase TiO2 with a refractive index n=2.4, the surface plasmon
resonance shifts to 631 nm. This redshift is significantly larger than the observed one
for P–TiO2–Au. This can be due to a partial coverage of gold NPs by TiO2, but also to
a refractive index lower than 2.4 if the TiO2 deposit is porous. Indeed, only 10 nm of
TiO2 have been deposited on top of the Au-NPs. The experimental peak of P–TiO2–Au
near 580 nm is reproduced using a refractive index n=2.
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Figure 7: Absorption spectra in the visible range of a P–TiO2 film (in black), a P–TiO2–Au film (in red),
both of them deposited on quartz substrates, and of the Au NPs suspension used for the synthesis of TiO2–
Au composite films (in blue).

3.3. Photocatalytic tests
3.3.1. Preliminary tests: natural degradation and pure TiO2 photocatalyst

Before studying the efficiency of P–TiO2–Au planar films and IO–TiO2–Au inverse
opals as photocatalysts for degrading methylene blue, the natural degradation of this
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dye under visible light was studied as a function of time.
In the visible range, the aqueous solution of methylene blue has an intense and

broad absorption band from about 550 to 700 nm, as shown in Figure 8 (black curve).
The main component at about 664 nm corresponds to single MB molecules, while the
second one at about 605 nm is assigned to dimers [42].
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Figure 8: Time evolution of the absorption spectrum of a 1 µmol/L aqueous solution of methylene blue under
visible-light irradiation without a photocatalyst (natural degradation).

Figure 8 shows the evolution of the absorption spectrum of 1 µmol/L concentrated
aqueous solution of MB under visible-light. It shows a strong decrease of the absorp-
tion band, which is even faster for the main component at 664 nm. The natural degra-
dation of MB occurs as a result of the absorption of a significant part of the spectrum
of the lamp. The degradation of MB was assessed by the eq. 1 :

Degradation (%) = (C0 − Ct)/C0 · 100 (1)

with Ct the concentration of the MB solution at time t, and C0 the initial concen-
tration.

The evolution of the natural degradation of MB under visible-light without any
photocatalyst is shown in Figure 9a. The degradation reaches 23% after 1 h and 77%
after 14 h. The variation with time was fitted with a first-order kinetics law (eq. 2):
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ln

(
C0

Ct

)
= k · t (2)

where k is the apparent reaction constant and t the reaction time. The result is
given in Figure 9b and confirms the first-order kinetics for the natural degradation of
MB with an apparent reaction constant kNat. = 0.100 h−1. The aim of this work was
to increase this degradation rate by using the synthesized photocatalysts.
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Figure 9: Degradation over time of a 1 µmol/L aqueous solution of methylene blue under visible-light
irradiation using P–TiO2 and IO–TiO2 films as photocatalysts, compared to the natural degradation without
a photocatalyst. (a) Degradation percentage, (b) degradation kinetics in logarithmic scale.
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First, the degradation of MB by using P–TiO2 and IO–TiO2 as photocatalysts was
studied under visible-light irradiation. A very small effect is expected because of the
absence of absorption bands of TiO2 in this range. The results are presented in Figure 9.
The effect of the P–TiO2 photocatalyst is almost negligible. The apparent reaction
constant, kP−TiO2

= 0.106 h−1, is very close to that of the natural degradation. For
the IO–TiO2 sample, a weak effect is observed with an apparent reaction constant
kIO−TiO2 = 0.123 h−1. This may be due to the larger specific surface area of the
sample which provides many sites where MB molecules can adsorb and to the spectrum
of the used lamp whose tail in the UV range may play a role.

3.3.2. Activity of TiO2–Au composite photocatalysts
After the preliminary tests, the degradation of methylene blue was studied with the

P–TiO2–Au and IO–TiO2–Au composite photocatalysts. The evolution of the degra-
dation percentage over time is shown in Figure 10a. The two composite photocatalysts
increased significantly the degradation rate of MB. The P–TiO2–Au planar film al-
lowed to obtain a 40% degradation for 2 h of exposure and more than 90% for 14 h,
while the IO–TiO2 photocatalyst induced a 95% degradation for only 7 h of exposure
to visible-light illumination. These results are very encouraging compared to the lit-
erature [6]. They can certainly be improved in the future by increasing the density of
gold nanoparticles and the synthesis of multilayer inverse opals.

The kinetics of MB degradation fits well to a first order law, as shown in Figure 10b.
The values of the apparent reaction constant obtained for all the photocatalysts are
summarized in Table 1. For P–TiO2–Au, the apparent reaction constant is 0.157 h−1,
thus nearly 60% higher than natural degradation, while k=0.280 h−1 for the IO–TiO2–
Au inverse opal photocatalyst, thus 80% higher than natural degradation of MB. For
comparison, the apparent reaction constant of MB degradation obtained using a IO-
TiO2 photocatalysts under ultraviolet light was k=0.240 h−1 [33]. The results obtained
here under visible light are remarkable, and they show the coupling effect of TiO2 to
gold nanoparticles. As indicated in the Introduction section, the direct charge injection
mechanism has been widely proposed in the literature to explain the higher photoac-
tivity of TiO2 nanostructures doped with noble metal nanoparticles [21, 23, 24]. The
absorption of visible light that matches their plasmon resonance gives rise to e−/h+

charges in the noble metal nanoparticle. The direct charge injection mechanism is
based on the transfer of these hot electrons from the nanoparticle to the conduction
band of TiO2 .

Houas et al. proposed a detail reaction pathway for the degradation of methylene
blue in aqueous solutions using TiO2 (Degussa P-25) as photocatalyst under UV illu-
mination [43]. They argued that the photogenerated holes are not involved in the initial
step of the degradation process since the reactant is cationic and not electron donor. It
is the photogenerated electrons which, through the reduction of oxygen, give rise to the
reactive oxygen species (ROS) involved in the initial phase of MB degradation. In the
present case, under visible-light illumination, the hot electrons transferred to TiO2 give
rise to the ROS that trigger the MB degradation (Figure 11).

The synthesized composite TiO2–Au inverse opal structure presents by far the best
photocatalytic activity, leading to a degradation approximately three times faster than
the natural degradation.
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Figure 10: Degradation of methylene blue (1 µmol/L) over time under visible-light illumination using P–
TiO2–Au and IO–TiO2–Au films as photocatalysts, compared to the natural degradation of MB. (a) Degra-
dation percentage, (b) degradation kinetics in logarithmic scale.

4. Conclusions

TiO2–Au composite planar films and inverse opals have been synthesized by Atomic
Layer Deposition (ALD) using a Direct Liquid Injection (DLI) setup for TiO2 deposi-
tion, and also for the injection of preformed Au nanoparticles (NPs). A few nanometers
thick layer of TiO2 was deposited by ALD after the Au NPs to increase the contact sur-
face with the substrate and improve their adhesion to it. The annealing of the samples
at 380 ◦C removed the template of polystyrene beads and led to crystallization of TiO2
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Photocatalyst Apparent reaction constant, (h−1)

Natural degradation 0.100 (±0.005)
P–TiO2 0.106 (±0.005)
IO–TiO2 0.123 (±0.005)

P–TiO2–Au 0.157 (±0.005)
IO–TiO2–Au 0.280 (±0.005)

Table 1: Apparent reaction constants of the photocatalytic degradation of an aqueous solution of methylene
blue (1 µmol/L) under visible-light irradiation for different photocatalysts compared to natural degradation.
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Figure 11: Direct charge injection mechanism in the coupling of TiO2 to Au nanoparticles excited at the
localized surface plasmon resonance.

in the anatase phase, as shown by Raman spectroscopy. The synthesis of stoichiometric
TiO2 was confirmed by XPS analysis, as well as the metallic state of gold.

SEM images of the synthesized inverse opals have shown their layered structure of
hollow TiO2 spheres interconnected by channels formed at the bead contact points in
the templates, and the homogeneous distribution of Au NPs on the surface.

The absorption spectrum has shown the redshift of the localized surface plasmon
resonance of the Au NPs from 520 nm for the suspension in ethanol to 587 nm in
TiO2–Au planar films. This suggests a partial coverage of gold NPs by the ultra-thin
film of TiO2 deposited, or the TiO2 deposit is porous.

The degradation of methylene blue (MB) solutions was studied as a function of
time to assess the photocatalytic activity of the synthesized composite structures under
visible-light illumination. Pure–TiO2 planar films and inverse opals were tested as
photocatalysts, but the degradation of MB was similar to that observed for MB under
visible illumination. The kinetics of MB degradation was fitted to a first order law.

For both TiO2–Au planar films and inverse opals, the photocatalytic effect on MB
degradation has been clearly observed. The P–TiO2–Au planar film allowed to obtain
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more than 90% for 4 hours of exposure to visible-light illumination, while the IO–
TiO2–Au photocatalyst induced a 95% degradation for only 7 h of exposure. The
apparent reaction constant obtained for IO–TiO2–Au photocatalyst was almost three
times higher than that corresponding to natural degradation without photocatalyst. The
higher photoactivity of TiO2–Au planar films and inverse opals has been explained by
the direct charge injection mechanism which is based on the transfer of hot electrons
from the nanoparticle excited at its plasmon resonance to the conduction band of TiO2.
At the surface of TiO2, they can give rise to reactive oxygen species involved in the
initial stage of MB degradation.

All these results highlight the interest of composite TiO2–Au inverse opals as pho-
tocatalysts for the degradation of dyes under visible-light irradiation. In addition, the
potential of the ALD technique for the fabrication of complex composite structures us-
ing preformed nanoparticles has been shown.
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