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ABSTRACT: Graphene-based carbon micro-/nano-cones were prepared by depositing pyrolytic 

carbon onto individual carbon nanotubes as supports using a specific chemical vapor deposition 

process. They were investigated by means of high-resolution scanning electron microscopy, low-

voltage aberration-corrected transmission electron microscopy, Raman spectroscopy, and molecular 

dynamics modelling. While the graphenes were confirmed to be perfect, the cone texture was 

determined to be preferably scroll-like, with the scroll turns being parallel to the cone axis. 

Correspondingly, many of the concentrically-displayed graphenes (actually scroll turns) exhibit the 

same helicity vector. When radii of curvature are large enough, this could allow for coherent 

stacking to locally take place in spite of the lattice shift induced by the curvature. A particular care 

was taken on investigating the cone apices, in which a specific type of graphene termination was 

observed, here designated as "zip" defect. Calculations determined a plausible stable structure that 

such a defect type may correspond to. This defect was found to generate the a very low Raman ID/ID' 

band ratio (1.5), for which physical reasons are proposed. Combining our results and that of the 

literature allowed proposing an identification chart for a variety of defects able to affect the graphene 

lattice or edges. 
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It is now of common knowledge that carbon atoms can build up an amazing variety of sp2-C- 

or sp3-C-based nano- to micro-scale morphologies, among them conical ones. Carbon conical 

morphologies are interesting as they can be useful for a variety of applications such as electron 

emission1-5 and near-field microscopy probes6,7 with an unbeatable superiority over other materials 

thanks to the properties of the resulting objects in terms of electrical and/or thermal conductivity, 

current density, and mechanical behavior, among others. An original way to grow carbon micro-to-

nano-cones was proposed years ago, based on a time-of-flight chemical vapor deposition (ToF-

CVD) process using multi-wall carbon nanotubes (CNTs) as individual supports for the formation 

of individual cones.8,9  

 

 
Figure 1. Typical examples of the carbon cone-bearing objects obtained from the ToF-CVD process.  

 

Figure 1 provides examples of the current production of such carbon cones, showing a 

combination of opposed cones protruding from a graphenic micro-object with rough surface and 

more or less elongated, hence looking like either a fiber-segment (Figure 1a) or a bead (Figure 1b). 

Such complex morphologies are typical of the cones prepared by our ToF-CVD process. The 

microsized carbon part bearing the cones is very useful for subsequent applications, for allowing 

the objects to be individually located, handled, mounted, aligned, and fixed without damaging the 

cone, even under an optical microscope.1,7 An amazing statement is that the smooth-cone parts and 
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the rough-surface bead or fiber-segment part both grow in the same time, necessarily originating 

from complex growth mechanisms, which were just elucidated.10 Briefly, they involve the role of a 

transient liquid phase which forms in spite of the high furnace temperature (1400°C) and that of 

wetting phenomena which occur within the time range of microseconds,10 as tentatively summarized 

in Figure 2.  

 

 
Figure 2. Sketch of the growth scenario for carbon objects as shown in Figure 1a, as stated in Paredes et al..10 Elements 

are not at scale, and the successive steps do not correspond to equal time-periods. Step 0: a previously-grown CNT and 

a gas phase with complex chemical composition (as a consequence of the ToF-CVD conditions) are in contact. Step 1: 

the gas phase, which contains polyaromatic hydrocarbons (PAHs), condenses as an organic liquid cylinder around the 

CNT. Step 2: The Plateau-Rayleigh instability (PRI) combined with the specific rheological behavior of the liquid break 

the liquid film and form nanosized, axisymmetric spindle-shape droplets periodically displayed along the CNT; surface 

tensions make the PAHs to align parallel to the CNT surface. Step 3: carbonization proceeds, forming concentric 

graphene cylinders and primary cones; graphene edges at the conical part surface make the first adsorption sites. Step 

4: as a well-known mechanism in pyrolytic carbon deposition processes,11 radicals require adsorption sites to be 

captured, hence the contribution of radicals to the growth is still very limited at that time; on the other hand,  the PAH-

containing liquid can keep depositing everywhere; when depositing on the thickened parts of the CNT, a liquid film 

cannot form anymore (diameter is too large), hence PAHs deposit under another form instead; but when depositing on 

the naked parts of the CNT, a liquid cylinder can still condense, but the contacts of the liquid film with the conical parts 

make that the droplets created by the PRI are subjected to a Laplace pressure difference; this makes the axisymmetric 

droplets to migrate towards the base of the cone parts, leaving the CNT surface naked; the migration stops once the 

droplets reach the cone part where the diameter is too large for the droplets to remain axisymmetric; therefore, the more 

the cones grow, the shorter the droplet migration is. Step 5 (magnification of the related sketch is reduced with respect 

to that of the previous steps): the carbonization proceeds while Step-4 events keep going; PAHs not subjected to the 

PRI do not align well, resulting in somewhat isotropically-displayed distorted graphenes, hence the rough surface of the 

fiber-like part; in droplets resulting from the PRI, PAHs are subjected to surface tensions and resulting graphenes align 
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well, hence the concentric display of graphenes, the presence of many graphene free-edges at the cone surface, and the 

smooth surface; from this step, the cones mostly grow from the radicals, while the fiber-part mostly grows from the 

PAHs. The figure is reprinted in part and completed with permission under a CC-BY-NC-ND license from Paredes et 

al. Unveiling the Existence and Role of a Liquid Phase in a High Temperature (1400 °C) Pyrolytic Carbon Deposition 

Process. Carbon Trends 2021, 5, 10017,10 Copyright 2021 by the Authors. 

 

Previous textural and structural studies demonstrated that the cones were entirely built with 

high-quality nanotexture graphenes, with the graphenes displayed and oriented concentrically 

around each individual primary CNT (Figure 3), from which a Russian-doll model of concentric 

graphene cylinders was assumed, with many of the graphenes exhibiting the same helicity.12 The 

cone surface therefore exhibits graphene steps all along the cone while the number of concentric 

graphenes decreases from the base to the tip, hence generating the conical morphology.12 

 

 
Figure 3. (a) Electron diffraction pattern (at 120 keV) of part of a cone seen longitudinally, with the cone axis in the 

image plane and perpendicular to the [00l] direction; the pattern shows a combination of faint rings, lines, and spots; 

reprinted with permission from Allouche et al. Chemical Vapor Deposition of Pyrolytic Carbon on Carbon Nanotubes. 

Part 2. Texture and Structure. Carbon 2005, 43, 1265-1278,12 Copyright 2005 by Elsevier. (b) Sketch of part of a 

diffraction pattern such as in (a); reprinted with permission from Monthioux, M. Structure, Texture, and Thermal 

Behaviour of Polyaromatic Solids. In Carbon Molecules and Materials; Setton, R., Bernier, P., Lefrant, S., Eds.; Taylor 

& Francis, London (UK), 2002; pp.127-177,13 Copyright 2002 by Taylor & Francis. (c) Sketch of the reciprocal image 

of a graphene stack with the turbostratic structure to explain some of the specific features of the diffraction pattern 

sketched in (b); reprinted with permission from Oberlin et al. Techniques d'Etude des Structures et Textures 

(Microtextures) des Matériaux Carbonés. J. Chim. Phys. 1984, 81, 701-710,14 Copyright 1984 by EDP Sciences. In (c), 

hk reciprocal elements appear as elongated cylinders because all the possible graphene rotational orientations are found 

in the stack, and each graphene is considered as a one-atom-thick crystal by the incoming electrons; the only reciprocal 

elements for which all the graphenes contribute altogether as in a single crystal are the 00l ones, hence they are not 

elongated but spots because all the graphenes are parallel to the P2* plane. Assuming that, in the cone, all the graphenes 

are concentrically displayed, the reciprocal image of it is obtained by rotating the reciprocal cylinders in (c) around the 

cone axis, and the diffraction patterns in (a) and (b) result from the intersection of the concentric cylinders by various 

planes in (c) such as P1*, which generates the lines, P2*, which generates the rings, and P3* and all the planes in-

between, which generate the ellipses. However, in addition to those features typical of the turbostratic structure, the 
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diffraction pattern in (a) shows hk(0) spots (two are arrowed) distributed according to the hexagonal symmetry, which 

indicate that at least part of the concentric graphenes exhibit the same helicity (here of zigzag type (n,0)).  

 

However, an accurate study of the graphene configuration within the cones was missing, 

especially at the apices. This is what is addressed in this paper, by investigating how the cones 

behave when passing an electron flow through them, and studying textural and structural aspects by 

combining scanning electron microscopy (SEM), high resolution transmission electron microscopy 

(HRTEM), and Raman spectroscopy. 

 

RESULTS AND DISCUSSION 

 

Russian-doll versus scroll models. Figure 4 provides a series of SEM images of several cones. 

Cones with a periodically undulated surface such as illustrated in Figures 4a-b were in minor 

occurrence, but they attracted attention because the positions of the bumps on both sides of the cone 

silhouettes suggested some helical display, as sketched in Figure 4a. 

 

 
Figure 4. (a) to (d) SEM images of a variety of cones, all showing surface features suggesting a helical wrapping of the 

graphene layers making the cones, although the related contrasts are very faint (framed or arrowed areas in (c), (d1), 

and (d2)), except for the cones in (a) and (b) for which the wrapping is suggested by the positions of the opposed surface 

bumps. (d1) and (d2) are the same cone, before and after using it as a probe for Kelvin force microscopy (KFM) 

experiments. The fact that the helical features are visible in both images, yet faint, demonstrates that they are not some 

kind of image artefact.  
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A helical display on the cone surface is also suggested by faint lines, as arrowed in Figure 4d1 

or in the framed areas of Figures 4c and 4d2. It is assumed, then, that those faint lines are the edges 

of graphene layers helically wrapped around the cone axis. The number of graphenes in each of the 

layers involved should be small, e.g., 3-5, hence the steps formed by the layer edges are at the limit 

of the SEM resolution. This suggests also that other edges/steps may be present but cannot be seen 

because made of a lower number of graphenes, down to 1. Such a helical display of graphene layers 

at the carbon cone surface is not unprecedented. Other works having dealt with carbon cones 

prepared following different routes (e.g., microwave plasma15 or a combustion flame method16) 

showed obvious evidences of it. The spontaneous scroll-like wrapping of graphenes while being 

formed onto a Si substrate by chemical vapor deposition in a hydrogen–methane gas mixture 

activated by a direct current discharge was also demonstrated.17 Correspondingly, the authors also 

found electron diffraction evidences of the similarity in the helicity vector for the graphene turns of 

a same scroll.17  

The first helical wrapping of graphene layers to form a conical morphology was evidenced by 

Bacon in 196018 (Figure 5). Bacon18 was looking for demonstrating how the graphenes were 

displayed in so-called "graphite whiskers" formed by an electric arc method (Figure 5a), at a time 

where the resolution power of SEM was not sufficient to directly image the surface steps formed by 

the graphene edges. the graphitic structure was demonstrated by electron diffraction, but the helical 

wrapping of the graphene layers could only be suspected. In order to ascertain it, a "large" current 

was passed through one of those whiskers, from which a crumpled graphene flake was obtained 

(Figure 5b), resulting from the unwrapping of the constituting graphene layers. Hence, the scroll-

like model sketched as Figure 5c was proposed. Such a behavior was supported later on by 

calculations which demonstrated the spontaneous unwinding of a spirally-wrapped graphene upon 

charge injection.19  
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Figure 5. (a) TEM image of a graphite whiskers. (b) Optical image of an electrically exploded whisker. The current 

was said "large" in the paper, but the actual value was not provided (nor the voltage). (c) Textural model for a graphite 

whisker. All images reprinted with permission from Bacon, R. Growth, Structure, and Properties of Graphite Whiskers. 

J. Appl. Phys. 1960, 31, 283-290,18 Copyright 1960 by AIP Publishing. 
 

Because the SEM images of our cones were at the resolution limit, hence not enough to strongly 

support the hypothesis of a scroll-like model, an experiment similar to that of Bacon was attempted. 

An object similar to that of Figure 1a was welded with tungsten by a focused electron beam ion 

deposition process (FEBID)7 onto an Au tip previously obtained by electrochemical etching and 

tapering (see Section 1 in Supplementary Information), resulting in the assembly shown in 

Figure 6a. Such Au tips are commonly used as probes for scanning tunneling microscopy (STM).  

 

 
Figure 6. SEM images. (a) Overall view of a carbon-cone-bearing object welded onto an Au tip used as a STM probe. 

(b) Enlarged view of the area framed in (a). (c) The same carbon cone as in (b) after a current was passed through it. 
 

Interestingly, the carbon cone surface was also showing a curved line-like contrast suggesting 

the presence of at least one graphene-edge step with sufficient thickness for being seen (Figure 6b, 

arrow). The carbon-cone-terminated Au-tip was then put within a STM, hence actually replacing 

the regular Au probe. Then a current was passed through it, first of 2 nA at 1.1 V, and then of 5 nA 

at 0.25 V. As a result, a similar unwrapping phenomenon as it was observed by Bacon (Figure 5b) 

was observed here (Figure 6c). Therefore, the concentrically display of the graphenes within the 

cones, which was previously ascertained by TEM9 (Figure 3), combined with the evidences of 

wrapping (Figure 4 + Figure 6) demonstrate that the texture of our cones is similar to that of Bacon 

whiskers sketched in Figure 5c, i.e., it follows, at least partly, the scroll model, instead of the only 

Russian doll model initially proposed.12 Why "partly" will be discussed in the next section. Anyway, 
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the scroll model is fully consistent with the fact that at least many of the concentric individual 

graphenes exhibit the same helicity vector. 

Incidentally, it may be wondered, then, why the unwrapping phenomenon induced at the cone 

apex by subjecting the cone to some current or voltage has not prevented the carbon cones to make 

excellent electron emitters with high beam coherence. Indeed, cones were shown to be able to 

withstand emission currents as high as 30 µA and extraction voltage as high as ~1.3 kV1-3 which is 

far beyond the range used here during the STM testing. The reason might be that all the cones 

mounted as electron emitters were welded by focused ion beam-induced deposition (FIBID) instead 

of FEBID, which was shown to be responsible for an extensive amorphization of the cone surface 

over an undetermined thickness, and of the cone apex.7 Because of the amorphization, the graphene 

free-edges at the cone surface no longer exist and the related carbon atoms are welded to the bulk, 

hence hindering any unwrapping of the graphenes.  

The possible occurrence of local coherent stacking in the cones. Thanks to the use of an 

80 kV-operated TEM which prevents the atom planes from rapid irradiation damaging, aberration-

corrected high-resolution images show that the graphenes constituting the cones are perfect (Figure 

7).  
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Figure 7. TEM images (80 kV). (a) Overall view of a carbon cone protruding from a small rough-surface carbon bead. 

(b) HRTEM image of the area arrowed "b" in (a). (c) HRTEM image of the area arrowed "c" in (a). 
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Figure 7b indicates that the part arrowed as "b" in Figure 7a contains the equivalent of about 

10 concentric graphenes (actually turns of the scroll). The part arrowed as "c" contains the 

equivalent of 30-35 scroll turns (Figure 7c), i.e., already three times more than in "b", despite both 

areas are close with respect to the whole length of the cone. Hence, the number of scroll turns 

increases rapidly with the cone diameter, and calculations provide an estimate of ~1000 scroll turns 

and/or concentric graphenes for a cone base ~670 nm large, as the one imaged in Figure 7a. Figures 

7b-c also show that most of the graphene steps at the cone surface responsible for the conical 

morphology involve single graphenes. But graphene steps involving a higher number of graphenes 

were also found (Figure S1 in Supplementary Information), consistently with the fact that some 

graphene steps are visible in SEM images (Figures 4c-d and 6b).  

 The fact that concentric graphenes exhibit the same helicity vector allows the atoms of each of 

the layers to be in exact superimposition along the cone axis direction, hence to be in coherence. In 

principle, this is not the case when considering the atoms of each layers along the cone 

circumference, which induces an increasing shift between each graphene lattice with respect to the 

top layer along the circumference, and with the decreasing radius of curvature as well. However, 

the limited distortion induced to the graphene lattice by radii of curvature in the range of several 

hundred nanometers could allow coherent stacking situations to occur (i.e., not only AB-type, but 

also AA, AB', etc.) as soon as the concentric graphenes involved exhibit the same helicity vector. 

This is confirmed by a simple calculation (see Section 2 and Figure S2 in Supplementary 

information): when considering a series of concentric graphenes spaced by 0.34 nm, of which the 

top one was applied a radius of curvature of 200 nm, a distance of 7.5 nm is required for the atoms 

from the lattices of the first two layers to be shifted by a maximum of 5% at their edges. Likewise, 

a number of piled-up layers up to 30 is required for the second atom of a pair of atoms to be shifted 

by 5% from the position of exact superimposition with respect to the equivalent pair of atoms from 

the first (top) layer. Therefore, considering a reference line parallel to the cone axis for which all 

the atoms of all the layers are perfectly superimposed as in AA stacking, and considering the 

increasing lattice shifts on both sides from this line, it is possible to get ribbon-like coherent domains 

(hence possibly several hundred nanometers long, actually the length of the outer cylinder or turn) 

up to a maximum width of 15 nm (if involving 2 layers) or less (if involving more layers) with a 

maximum atom shift of 5% at the domain edges with respect to the top layer. It is assumed that, for 

such a domain with slightly distorted lattice, the distortion is sufficiently low that the coherence is 

not significantly affected. As an example, using the calculation principles reported in Section 2 of 

Supplementary Information, and still applying a radius of curvature of 200 nm to the top layer, a 

5-layer wedge-ribbon-like graphite domain for which the atom position shifts reach a maximum of 
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5% at the edge of the domain would have a width of ~3 nm (actually a 2.92 nm width for the top 

layer, and a 2.89 nm width for the bottom layer). 

Considering the huge number of concentric individual graphenes involved in a cone, it is 

doubtful that a whole cone is built from a single graphene scrolled while forming a thousand turns. 

It is very likely that the cones are built from several, intricated scrolls. In addition, growth 

mechanisms determined in Paredes et al.10 and reminded with Figure 2 involve two concomitant 

ways for the cone to grow, one by the carbonization of a polyaromatic-hydrocarbon (PAH)-rich 

liquid migrating at the cone surface, the other by the accretion of carbon radicals to the graphene 

edges. It is reasonable to assume that the latter way generates a scroll where all the graphene turns 

necessarily exhibit the same helicity vector as it is a common way for crystals to grow when starting 

from a screw dislocation, while the former way is more likely to generate genuine concentric 

graphenes (i.e., not scroll turns) with independent helicity vectors. Hence, both configuration (scroll, 

and Russian doll) may co-exist within the same cone, which is still consistent with the feature of the 

experimental electron diffraction patterns. Such a multi-scroll texture, also combined with 

concentric (cylindric) graphenes, was already hypothesized by Amelinckx et al.20 to account for 

TEM features specific to arc-prepared MWCNTs. A tentative scenario to explain how such a 

complex texture for the carbon cone could possibly build up is provided in Figure S3 and related 

comments in Supplementary Information.  

Cone apex. The TEM study showed that the carbon cone apices are not all alike, because it 

depends on how each supporting CNT breaks so that individual carbon cone-bearing objects can be 

released. The breakage is not controlled and may be more or less stressing to the graphene lattice 

depending on the breakage conditions, to the extent that part of the lattice can be amorphized. Two 

examples of carbon cone apices are shown on Figure 8, among which Figure 8b shows such a local 

amorphization. Figure 8b also well illustrates the steps formed by the graphene edges present at the 

cone surface, confirming that most are single-layer graphenes, hence invisible by SEM. A close 

look at the cone apices shows how graphene terminations look like when graphene steps at the cone 

surface involve two superimposed graphenes instead of one, single graphene steps being more 

frequent on the main cone body (see Figure 7b-c and also Figure S1). The closer the graphenes to 

the apex, the higher the chance for having neighboring, superimposed graphene edges. Such a 

configuration and high temperatures (1400°C in our case) promote the closure of the graphene pairs 

with each other without inducing any additional curvature to the graphenes involved but in the 

closing part, as they look like they are merely zipped together (solid, red arrows in Figures 8a-b). 

This graphene termination is different from the termination which is modelled in Figure 8 (black, 

dashed frame) and it is actually present on the apex of Figure 8a (black, dashed arrow). For this 

reason, in contradiction with the designation we formerly used,21 we find more appropriate to 
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designate the double-graphene termination with the matchhead profile (black arrow) as "loop-like", 

and the double-graphene terminations with no deformation (red arrows) as "zip-like".  

 

 
Figure 8. (a) and (b) TEM images (80 kV) of two cone apices. Red (solid) arrows designate zip-like terminations as 

coarsely sketched in the red frame aside. The black dashed arrow designates a loop-like termination as sketched in the 

black, dashed frame. The number of zip-like terminations is higher than imaged, because it is likely that only few are 

oriented properly with respect to the incoming electrons. Image in (a) is reprinted with permission under a CC-BY 

license from Puech et al. Analyzing the Raman Spectra of Graphenic Carbon Materials from Kerogens to Nanotubes: 

What Type of Information Can Be Extracted from Defect Bands? 'C' 2019, 5, 69,21 Copyright 2019 by the Authors. 
 

It is worth noting that lip-lip interactions between superimposed graphenes which close on each 

other is a common observation for graphene-based objects grown or annealed at high temperatures, 

such as polyhedral crystals,16,22 platelet nanofibers,23 whiskers,24 graphene nanoribbons,25 pyramidal 

hillocks,26 among others. But the resulting graphene terminations usually adopt the loop-like profile 

as sketched in Figure 8 (black frame) so that to enable the graphene to curve and close while 

minimizing the strain on bond angles (see Section 3.1 and Figure S4 in Supplementary 

Information). But such a configuration is not the preferred one here, and superimposed graphene 

lips close on each other into zip-like terminations without inducing curvatures to the graphene 

involved, or at minima. The zipping mechanism occurs when superimposed graphenes have their 

edges close to each other, as the carbon atoms from both graphenes try to bond to each other, 

possibly helped by the accretion of extra carbon atoms from the gas phase, in order to lower the 

system energy by eliminating the dangling bonds. The event is certainly facilitated by the fact that 

the graphene layers exhibit the same helicity, as previously demonstrated. This suggests that the 

atomic structure of the zip termination is different from that of a loop, and instead of being a bent 
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defect-free single-graphene lattice involving sp2-C atoms only, it has to be another structural 

configuration possibly involving heterocycles, or a line of sp2-C atoms with a partial sp3 character, 

because of the need to connect the lips of two concentric graphene lattices whose the innermost one 

offers less carbon atoms to bonding than the outermost one. Such a configuration is not unique to 

our cones, though, as it can also be guessed in refs.22,27 although images are less clear than in Figure 

8a-b. 

In order to determine whether zip-like terminations are structurally possible and stable, which 

kind of display and hybridization the carbon atoms could adopt to form them, and whether such a 

termination could actually form in our furnace conditions, atomistic modelling was carried-out (see 

the Methods section at the end). The starting configuration of the model was a system combining 

four concentric single-layer graphenes (i.e., similar to single-wall carbon nanotubes) with an 

intergraphene distance of 0.355 nm, all of the zig-zag type. The two innermost tubes (of 2.97 and 

3.68 nm diameters, respectively) percolate through the periodic boundary along the z-axis, making 

them virtually infinite. The two outermost tubes (of 4.38 and 5.09 nm diameters, respectively) were 

given the same finite length, so that to mimic the configuration of concentric graphenes in a cone 

(Figure 9, left).  

 

 
Figure 9. (Left) The four-concentric-nanotube system (zigzag configuration) built to model the situation at the 

nanocone surface when two graphene edges are at the same level. Additional carbon atoms are placed near the edges 

along two circles on both ends of the CNTs with finite length to facilitate edge reconstruction; top: side view; the carbon 

atom circles are too close to the graphene edges for being discriminated from them; bottom: cross-section view. (Right) 

the same system as on the left after 500 ps of molecular dynamics at 1400°C followed by 25 ps relaxation. 
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It was verified that the presence of the innermost CNTs with infinite length helped to better 

mimic the cone configuration (see Section 3.2 and Figures S5-S6 in Supplementary Information). 

The zipping event, if any, certainly occurs at the very final step of the growth process, as it prevents 

the graphenes involved to grow further. Therefore, extra carbon atoms were then provided to the 

system along circles of arbitrary diameters of 4.62 and 4.93 nm, respectively, and located at 0.05 

nm (along the nanotube axis) from the free edges of both ends of the two outermost CNTs. The goal 

was to mimic the ultimate input of carbon atoms which may occur at the very end of the growth 

step, once the CH4 + H2 gaseous supply is turned off and replaced by an argon flow.  

After running the molecular dynamics simulation at 1400°C for 500 ps, then relaxing the system 

at room temperature for 25 ps, the spontaneous closure of the two outermost graphene edges on each 

other occurred (Figure 9, right). Such a closure was not ascertained because it could have been 

hindered by the cylindric curvature and the mismatch between the lattices of the two finite outermost 

tubes, which do not contain the same number of atoms due to their difference in diameters. A closer 

look to the atomic structure of the termination after heating and relaxation shows that the closure 

was made possible by the formation of many heterocycles (i.e., aromatic rings made of a number of 

carbon atoms other than 6) (Figure 10, left).  

 

 

Figure 10. Left: enlarged view of the four-CNT system cross-section after heating and relaxation already shown on the 

bottom right of Figure 9. In order to help locating the occurrence of heterocycles in the distorted lattice of the zipped 

graphene termination, areas visibly containing some of them are circled. Red dashed circles show examples of the 

occurrence of 5- and 7-atom rings. Green dashed circles show the same but also involving 8-atom rings. Right: 

Calculated HRTEM images (Cs = 1 µ, defocus = 5 nm) of the side view of the system projected in the yz plane (green-

framed image on top) and in the xz plane (red-framed image on bottom).  
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It is worth noting that, although closing the graphene lips with hexagonal rings only would not 

be possible because of the mismatch between both lattices, the number of heterocycles seen in the 

simulated image of Figure 10 could be overestimated because of the (short) simulation timescale. 

Some of them could possibly rearrange to hexagons if the simulation was run for longer time. 

Calculated projected HRTEM images of the relaxed system according two directions x and y 

(Figure 10, right) shows that, interestingly, the termination does not adopt the loop-shape sketched 

in Figure 8 (black, dashed frame), but the graphene lattices remain more or less parallel instead. 

The resulting calculated images of the terminations (Figure 10, right) mimic well the graphene 

terminations arrowed in red in the experimental HRTEM images (Figure 8).  

It was confirmed that the behavior of the system is similar if the concentric nanotubes are all 

given the armchair configuration (Figure S7 in Supplementary Information).  

Both graphene terminations as modelled in Figure 8 top right (loop) and Figure 10 (zip) will 

be seen as defects by Raman spectroscopy. Raman spectra of carbon materials are composed of 

different Raman emission bands (G, D, D’ and 2D bands, characterized by their intensity, width, 

and wavenumber28) which provide an accurate characterization of the graphenic carbon structure 

and nanotexture: (i) the D band (around 1330 cm-1) results from a double resonance process and 

originates from the inelastic scattering of an electron by a defect (e.g., graphene edge, vacancy, 5-7 

ring pairs…) or more generally by a modification of the periodicity; (ii) the G band (around 1580 

cm-1) represents the collective vibration of in-plane C-C bonds in graphene; (iii) the D’ band (~1620 

cm-1) is not much studied, but it also relates to defects as the D band, and by using both the D and 

D’ bands, it is possible to discriminate the type of defects;29 (iv) the 2D band (~2700 cm-1) is both 

related to the number of graphenes and stacking type. All these bands are present in the Raman 

spectrum of a carbon cone apex (Figure 11), which was able to be obtained thanks to the accurate 

piezo-driven displacement of the Raman probe stage. 

 

 
Figure 11. Raman spectrum recorded from the apex of a carbon cone. Black line is the experimental spectrum; red lines 

are the fits. 
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Beside the ID/IG intensity ratios, obtained on various places along the cone up to the rough-

surface fiber-segment part, which are reported elsewhere,21 we considered the work by Eckmann et 

al.,29 who designed single-layer graphenes so that they contain a single type of defect, while varying 

the defect type. Eckmann et al. were able to assign ID/ID' ratio values of 13, 7, and 3.5 as specific 

signatures of the presence of sp3-C atoms, vacancies, and domain boundaries, respectively. 

Calculating the ID/ID' ratio obtained from Figure 11 on the cone apex, a very low value of ~1.5 was 

obtained, whereas ID/ID' values were higher anywhere else on the cone.21 Therefore, it does not 

correspond to any of the defects already identified in the literature. Because the cone apex is where 

the so-called "zip" defects were specifically found (as opposed to anywhere else in the cones), it is 

assumed that ID/ID' ~1.5 could be their specific Raman signature. Although the zip-like terminations 

do not look many in Figure 8, they are surface defects, hence their signal is emphasized with respect 

to that from the rest of the material because of the low penetration depth of the Raman probe in 

graphenic materials (~90% of the Raman emission come from the first few tens of nanometers, 

considering a penetration depth d = λ/(4 π.κ), where the extinction coefficient κ is ~1.35 for λ = 

632.8 nm30). It may also be wondered whether Eckmann's results, which were obtained on 1LG, 

may actually be compared to ours, which are involving a minimum of two layers contributing to 

zip-like termination, and more layers if we considered the graphenes underneath, hence more alike 

few-layer graphene (FLG). In case of FLG with incoherent stacking (which is definitely the case at 

the cone apex, where radii of curvature are small), the inter-layer interaction is weak, hence it does 

not change the shape of the Dirac cone, except at very low electron-hole energy. Consequently, as 

the D and D' bands are associated to electrons and holes with a large energy (half the excitation 

energy), it is reasonable to assume a similar Raman response between 1LG and incoherent FLG. 

 Our cones are not the only carbon materials the Raman spectra of which exhibit D and D' band 

intensities allowing ratio values in the same range to be anticipated. It is the case in some amorphous 

diamond-like carbon materials (DLC) heat-treated up to 2800°C.31 This confirms that our very low 

ID/ID' values are not due to some experimental artefact. It also suggests that, in the course of the 

extensive graphenization which is promoted in the DLC material by such high temperature 

treatments, zip-like terminations are formed. 

The reason why ID/ID' reaches such a low value because of the specific zip defect may relate to 

charge effects. Calculations showed that even moderate buckling of a graphenic structure may 

induce a flexoelectric behavior able to generate dipole-dipole interactions at the nanoscale.32 From 

the point of view of Raman emission, it was calculated that polarizing a graphene structure may 

lower significantly the D band intensity, without affecting the D' band.33 Therefore, the extreme 

deformation enforced to the bond angles of the carbon atoms joining the two graphene edges could 

result in such a strong polarization by concentrating charges at the zip-like termination, which is 
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helped by the lower carrier mobility at this very location because of the presence of many 

heterocycles (Figure 10), hence the very low ID/ID' ratio value. 

 It is now interesting to compare the ID/ID' ratio for the zip defect to that of the "loop" defect, an 

example of which was shown in the cone apex of Figure 8a (see the black dashed arrow in the 

experimental image, and the related sketch aside). A value of ~9 was recently obtained by Picheau 

et al.,34 as a result from the Raman study of flattened CNTs obtained from the spontaneous 

collapsing of large diameter, few-wall CNTs. By combining our results with those from Eckmann 

et al.29 and that from Picheau et al.,34 the following identification chart can be proposed (Table 1):  

 
Table 1. Identification chart of various defects able to affect the graphene lattice in graphenic carbons (revised and 
completed from ref.21). 
 

Type of defects ID/ID’ Ref. 

sp
3
-C 13 29 

Loop ~9 34 

Vacancy 7 29 

Boundary 3.5 29 

Zip 1.5 This work 
 

Of course, it is likely that most of carbon materials contain more than one type of defects on a 

regular basis, hence resulting in ID/ID' values being a mixture of some of the signature values 

reported in Table 1. But such a chart could help reveal trends, in relation with the synthesis 

conditions for instance. 

 

CONCLUSION 

 

High temperature (1400°C) time-of-flight CVD of pyrolytic carbon onto individual CNTs as 

supports is able to generate graphenic carbon cones made of concentric graphenes with perfect 

nanotexture. The work demonstrates that the concentric graphenes are actually turns of a scroll-like 

instead of Russian-doll-like texture. This shows the evidence of a scroll-based growth mechanism 

in CNT-related textures, otherwise only hypothesized in the literature so far, for instance based on 

merely observing a mismatch in the number of fringes on both sides of a CNT axis. Therefore, 

carbon cones prepared following the ToF-CVD route definitely grow according to the scroll model 

instead of the Russian-doll model. However, it is unlikely that a single cone corresponds to a single 
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scroll. The same cone might contain several intricated scrolls, possibly combined with a minor 

occurrence of the Russian-doll texture as suggested by the evidence for the co-existence of two 

different species responsible for the growth, i.e. polyaromatic hydrocarbons (PAHs) in liquid phase 

on the one hand, and small radicals on the other hand.10 As allowed by the presence of concentric 

graphenes sharing the same helicity vector combined with the limited lattice shifts induced in curved 

graphenes for very long radii of curvature (several hundred nanometers), the conditions for the 

occurrence of coherent stacking may be locally reached in the cones, in spite of the curved nature 

of the graphenes involved. Molecular dynamics modelling showed that, at least in the synthesis 

conditions used, zipping two neighboring concentric-graphene edges to each other is possible and 

fast, thanks to the formation of many aromatic rings other than the regular 6-atom rings (i.e., 

typically, rings made of 5, 7, and 8 carbon atoms). The resulting severely-curved zip-like graphene 

terminations are stable at room temperature, and actually found at the cone apex. It is proposed that 

this particular highly-curved, heterocycle-rich graphene termination exhibits a specific Raman 

signature, identified by a very low ID/ID' ratio of 1.5. The work strengthens the relationship 

previously made by Eckmann et al.29 between the Raman ID/ID' band ratio and the type of defect 

present in the material, and completes it by proposing a chart for the identification of defects in 

graphenic materials. 

 

METHODS 

 

Experimental. Carbon cones were obtained using a CVD furnace starting from a feedstock of 

CH4 and H2. Individual CNTs were grown first at 1100°C using regular conditions involving iron 

nanoparticles as a catalyst, and then, in a second step, pyrolytic carbon was deposited on them for 

about 2 hours, forming all-graphene morphologies such as illustrated in Figure 1. In order to obtain 

them, three main conditions are needed: (i) the CH4/H2 ratio should be appropriate, and different 

from that used for growing the CNTs by decreasing the proportion of H2; (ii) the temperature should 

be risen up to 1400°C; (iii) a furnace with a long isothermal zone should be used, in order to allow 

the appropriate species to form within the gas phase and then to condense as a transient liquid onto 

the CNTs. Therefore, the time of flight (in the time range of 1 minute) of the species within the gas 

phase is a key parameter, hence the "ToF-CVD" denomination. Further information about the 

synthesis conditions can be found in Allouche et al..9  

Cones were investigated by a Zeiss LEO 1540XB SEM equipped with a Gemini column and a 

Schottky-type electron source, and operated at 20 kV, providing a point resolution of ~1.1 nm.  
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Cones were also investigated by a FEI (Thermo Fisher Scientific) Titan Cube HRTEM 

equipped with a Schottky-type electron source and a Cs-corrector for the objective lens, operated at 

80 kV, providing atomic resolution.  

Modelling. A simplistic model of the nanocones was created to investigate the ability of free 

graphene-edges to close and the structure of the reconstructed graphene termination. The atomistic 

modelling of the way the edges of two concentric graphenes behave at 1400°C in presence of extra 

carbon atoms was carried out using an in-house molecular dynamics (MD) code, operating in the 

canonical ensemble at a fixed temperature of 1400 °C, i.e., identical to that of the growth step. 

Interactions between carbon atoms are described with the AIREBO potential35 as modified in Farbos 

et al..36 It comprises the adaptive introduction of the Lennard-Jones potential specific to AIREBO, 

but the useless single bond torsional term is removed and the bond order parameters are set back to 

the original second generation REBO potential.37 Equations of motions are integrated with a velocity 

Verlet algorithm38 using a 0.2 fs timestep. Temperature is fixed with the stochastic thermostat of 

Andersen39 with a high collision frequency τ = 5x1014 s-1 at 1400°C, to quickly dissipate the heat 

produced by the edge reconstruction in the early stages of the simulation. Room temperature 

relaxation is performed with a much milder thermostat setup: τ = 1x1013 s-1. Related HRTEM images 

were simulated from the different models using the multislice simulation package Dr Probe.40 A 

voltage of 80 kV, Cs = 1 µm, and defocus = 5 nm were considered in the simulation conditions for 

comparison with the experimental images.    

Finally, cones were investigated by Raman spectroscopy with an excitation wavelength of 632.8 

nm using a laser spot size of 0.5 µm and a power of 0.7 mW. Spectra were recorded for 200 s. The 

Raman spectrometer was coupled with a piezo-driven specimen stage. This allowed positioning 

accurately the laser probe onto single microsized objects as shown in Figure 1a, which was 

necessary to obtain spectra from the various parts of the object.  

Throughout the paper, the terms "texture", "nanotexture", and "structure" are used according to 

the definitions provided in Monthioux et al..41 
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