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Abstract 

MoS2-C3N4 composite materials with Mo content from 0.3 to 9 wt.% have been prepared 

by means of one-pot synthesis from ammonium thiomolybdate (NH4)2MoS4 and urea. The solids 

were characterized by several physical techniques and tested in the thiophene hydrodesulfurization 

model reaction (HDS) and photocatalytic hydrogen evolution reaction (PHER). Transmission 

electron microscopy (TEM) and X-ray absorption spectroscopy (XAS) show that, even at the 

smallest Mo contents, the solids contain individual MoS2 and C3N4 phases. As attested by powder 

X-ray diffraction (XRD), addition of thiomolybdate salt impacts the properties of obtained C3N4, 

probably at the growth stage, leading to more disordered carbon nitride phase. However, the 

materials demonstrate electronic properties close to superposition of two separate MoS2 and C3N4 

phases, as follows from the results of UV-visible diffuse reflectance spectroscopy (UV-vis DRS) 

combined with Ultraviolet and X-ray photoelectron spectroscopies (UPS, XPS). The band 

alignment diagram constructed from the UV-vis DRS, XPS and UPS data is of staggered type, 

with valence band of MoS2 higher than that of C3N4. Composite materials have high thiophene 

HDS activity, increasing in step with the Mo content, which proves fine dispersion of MoS2 phase 

and good availability of MoS2 edges to the reactants. By contrast, PHER activity first increases 

with the Mo loading and then it decreases, reflecting the competition between the ability of MoS2 

to promote associative desorption of hydrogen and its role as a charge carriers recombination sink.  

 

Keywords: carbon nitride; molybdenum sulfide; hydrodesulfurization; photocatalytic water 
splitting; band alignment, UPS 

 

Introduction 

Carbon nitride C3N4 is a widely studied 2D material for many emerging applications.1 It is 

used as a heterogeneous catalyst,2,3 a catalytic support stabilizing single atoms,4,5 a reactive 

template for nanomaterials synthesis6,7 and as a semiconductor in photocatalysis.8,9 C3N4 
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possesses advantageous properties as a semiconductor such as ability to absorb light in UV and 

visible regions, suitable position of conduction and valence bands (CB and VB) for redox 

reactions, low cost, low environmental impact and thermal/chemical stability.10,11 However, 

application of pure C3N4 in photocatalysis is limited by low mobility and fast recombination of 

charge carriers and low absorption in visible region.12,13,14,15  By this reason, C3N4 is usually 

applied in the composite materials containing versatile co-catalysts, including metallic 

nanoparticles,16 metal oxides,17 sulfides,18 or ferrites.19 

Molybdenum sulfide MoS2 was previously studied as a co-catalyst for C3N4 in the 

photocatalytic reactions.20,21 MoS2 is a semiconductor, but unlike C3N4, it mostly absorbs light in 

the visible region. At the same time MoS2 is a well-known catalyst because the edges of MoS2 

slabs provide catalytic sites for the reactions involving hydrogen, such as hydrodesulfurization 22 

or electrochemical hydrogen evolution.23 Since both MoS2 and C3N4 possess layered (2D) 

structures, formation of interface junction between these materials was considered.24 The 

heterojunction between MoS2 and C3N4 was reported to decrease electron-hole recombination with 

electrons migrating to the surface of MoS2 particles and reacting with adsorbed protons.25,26 In 

some works, it is suggested that due to interactions between MoS2 and C3N4 the electronic 

properties are modified and the band gap of MoS2-C3N4 becomes lower than that of pure C3N4, 

leading to a higher absorption in the visible region and therefore a higher catalytic activity.25,26 In 

other works, however, unchanged bandgap value is reported.15,27 Therefore, the nature of the 

electronic interaction and the role of MoS2 in the increased catalytic activity of MoS2-C3N4 still 

remain a matter of controversy. 

In this work we prepared via one-pot route a series of composite MoS2-C3N4 catalysts and 

studied their catalytic performance in HDS of thiophene and photocatalytic hydrogen evolution. 

Physical characterizations have been carried out to explain the trends of catalytic properties, 

unravel the interactions between MoS2 and C3N4, and clarify band alignment in these composite 

materials.  

 

Experimental  

Preparation of the MoS2-C3N4 catalysts 

The synthesis procedure is similar to one described earlier in Ref.25. In brief, 5 g of urea, 5 

g of thiourea were thoroughly mixed with different amounts of (NH4)2MoS4 (10, 30, 100, 300 mg) 

in a Pyrex tube reactor. The reactor was placed in an oven and heated in Ar atmosphere to 550 °C 

for 2 h (heating rate 5 °C/min). Approximately 1.2 g of the solid was obtained in all cases. To 
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activate the samples prior to the catalytic tests, sulfidation was performed in a Pyrex reactor in 15 

vol.% H2S/H2 flow at 350 °C for 1 h, with a heating rate 5 °C min-1. The samples containing 0.3, 

0.9, 3.1 and 9.2 wt.% Mo were prepared. The samples are designated according to the molybdenum 

loading. Thus, 0.3Mo-C3N4 represents the solid containing 0.3 wt.% Mo. Bare C3N4 reference was 

obtained using the same procedure without addition of (NH4)2MoS4. Reference bulk MoS2 was 

obtained by decomposing (NH4)2MoS4 in H2/H2S flow at 750 °C. High sulfidation temperature 

was applied in this case in order to obtain highly crystalline materials with extended slabs and 

therefore to minimize the effects of air exposure.  

Hydrodesulfurization (HDS) of thiophene 

Thiophene HDS was studied in the gas phase at the atmospheric pressure. After sulfidation, 

250 mg of the sample was placed into a Pyrex microreactor and heated up to 320 °C at 5 °C min-1 

rate, under 50 ml min-1 H2 flow, saturated with thiophene at 0 °C. The reaction products were 

analyzed by gas chromatography on an Agilent 7820A device. More experimental details are 

reported in Ref.28  

Photocatalytic hydrogen production (PHER) 

PHER was studied in a liquid slurry, using methanol as a sacrificial agent. In a typical 

procedure, 20 mg of the catalyst were dispersed in 30 ml of methanol in an ultrasonic bath. The 

obtained suspension was then transferred into the reaction cell. Prior to reaction the suspension 

was stirred for 10 min and simultaneously Ar was purged through the cell. An HPK lamp was used 

as a photon source. The products were analyzed by Agilent 3000 A micro gas chromatograph. 

More experimental details are reported in Ref. 29.  

Physico-chemical characterizations 

All characterizations were performed for samples taken after sulfidation in H2S/H2, unless 

stated otherwise. 

Textural properties of the C3N4 and Mo-C3N4 samples were investigated by N2 adsorption-

desorption volumetry using Micrometrics ASAP 2010 device. Prior to measurements the samples 

were outgassed under secondary vacuum at 350°C for 2 h. FTIR spectra were recorded on an 

Agilent Cary 630 spectrometer, in the wavenumber range from 650 to 4000 cm-1. Phase 

composition was studied by powder X-ray diffraction (XRD) on a Bruker D8 Advance A25 

diffractometer with CuKα emission. The crystalline phases were identified by comparison with 

the JCPDS standards database. The quantities of light elements were determined by means of 

CHNS analysis on a Thermo Fisher Flash 2000 device. The amount of Mo in the Mo-C3N4 samples 
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was quantified by inductively coupled plasma-optical emission spectroscopy (ICP-OES, Activa 

instrument from Horiba Jobin Yvon). Transmission Electron Microscopy (TEM) photographs 

were obtained on a JEOL 2010 instrument operating at 200 kV. Digital Micrograph Gatan program 

package was applied for analysis of TEM images.  

The coordination environment of Mo in Mo-C3N4 samples was studied ex-situ by X-ray 

absorption spectroscopy (XAS) at the ROCK beamline of SOLEIL synchrotron. Prior to 

measurements the powders were pressed into 6 mm diameter tablets and put on the sample holder 

between two Kapton layers. The spectra were recorded at the Mo K edge using a Si(220) channel-

cut monochromator. The preliminary procedures such as merging of the spectra and alignment 

were performed with the ATHENA software.30 Extended X-ray Absorption Fine Structure 

(EXAFS) spectra were fitted with the VIPER program 31, in the k and R spaces (Im+Module 

mode).  

UV-vis diffuse reflectance spectroscopy (UV-vis DRS) was performed on a Perkin Elmer 

Lambda 35 device. BaSO4 was used as a reference compound with 100% reflectance. 20 mg of 

each sample were thoroughly mixed with 1 g of BaSO4 and ground into powder; then it was placed 

into the UV-vis cell. The spectra were recorded in the reflectance mode, in the wavelength range 

from 1000 to 200 nm.  

X-ray photoelectron spectroscopy (XPS) was carried out on a Kratos Axis Ultra DLD 

spectrometer, using as X-ray source the monochromatic Al Kα radiation (1486.6 eV), operating at 

180 W, 12 kV, 15 mA. Prior to the experiment the samples were crushed into powder and pressed 

onto a conductive carbon tape under argon atmosphere. The survey spectra were registered in the 

interval 1200–0 eV with a pass energy of 160 eV. High-resolution spectra, pass energy of 40 eV, 

were obtained for O 1s, N 1s, Mo 3d +S 2s, C 1s, S 2p and valence band regions. The spectra were 

treated with CasaXPS software. For the spectra alignment, the C 1s photoemission peak of 

adventitious carbon was located at 284.8 eV. 

Ultraviolet photoelectron spectroscopy (UPS) analyses were conducted in an integrated 

ultrahigh vacuum system, connected to an A Axis Ultra DLD spectrometer (Kratos Analytical). 

UPS spectra were obtained with a He lamp using resonance line He I (hν = 21.2 eV). The samples 

for UPS measurements were prepared by sticking onto a conducting carbon tape or by other 

techniques, to minimize the charging effects, as described in Ref. 32.In brief, the powders were 

ultrasonically dispersed in heptane or methanol. Then, several drops were deposited on the 

conducting FTO (fluorine-doped SnO2) substrate. 

3. Results and discussion 

3.1. Properties of the composite materials.  
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Routine physical characterizations (XRD, N2 adsorption, chemical analysis) allowed us to 

follow the influence of the reaction mixture composition on the properties of the resulted 

composite materials such as specific surface area, chemical composition and crystallinity.  

Specific surface area values (Table 1) slightly increase with the Mo loading, suggesting 

that C3N4 becomes more disordered upon the addition of thiomolybdate. The isotherms shape (Fig. 

1a) are characteristic of materials containing macropores and large mesopores. Pore size 

distribution has a maximum at 27 nm (Fig. 1b). 

Figure 1. (a) N2 adsorption-desorption isotherm and (b) BJH pore size distribution, as exemplified 

for the 0.3Mo-C3N4 sample. 

The results of elemental analysis are shown in Table 1. The absence of sulfur in the bare 

C3N4 (prepared using thiourea precursor) suggests that all sulfur has left during the preparation, in 

the form of H2S, CS2 or other volatile compounds.11 Therefore, in all the Mo-containing samples, 

sulfur probably belongs to some MoSx species. The stoichiometric C3N4 should contain 61 wt.% 

of nitrogen and 39 wt.% of carbon, while in our samples there is always an excess of nitrogen 

(Table 1). Positive values of mass balance Δ for bare C3N4 and 0.3Mo-C3N4 reflect on the 

technique accuracy. With the increase of Mo content, the amounts of both C and N decrease, but 

the C/N atomic ratio increases slightly, indicating that more nitrogen leaves the system. Oxygen 

was not explicitly analyzed, but its amount can be estimated from the mass balance Δ. While the 

amount of oxygen seems low in the bare C3N4, 0.3Mo-C3N4 and 0.9Mo-C3N4 samples, the values 

of negative Δ are obviously beyond the error margin for the 3.1Mo-C3N4 (Δ = -4.5%) and 9.2Mo-

C3N4. (Δ = -9.3%). That amount of oxygen cannot be bound to molybdenum (vide infra for 

characterizations of molybdenum coordination by XAS), so it should be present in the carbon 

nitride, where it probably compensates the decreasing amount of nitrogen. Apparently, the 
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majority of oxygen comes from the urea used for preparation. It was suggested in our previous 

paper that Mo species might act as a catalyst for decomposition of carbon nitride.7 Here, 

thiomolybdate species seem to modify the reaction pathway and influence final composition of the 

resulting C3N4.  

To check whether there is a structural change accompanying variations of the chemical 

composition, the materials were studied by means of Fourier transform infrared spectroscopy 

(FTIR). FTIR spectra of 9.2Mo-C3N4 sample and C3N4 are presented in Figure S1. The band at 

810 cm-1 is attributed to breathing vibration of tri-s-triazine units in C3N4,33,34 while the band 

centered around 889 cm-1 is ascribed to deformation mode of N-H bond.35 The abundant peaks in 

the 1200 – 1700 cm-1 region are characteristic of stretching vibrations of C=N and C-N bonds.35 

The peaks in the region 3000 – 3500 cm-1 might correspond to the stretching vibrations of N-H 

bonds and/or to the vibrations of adsorbed H2O molecules.34,35 With addition of 9.2 wt.% of Mo 

no significant changes in the spectrum occur, but only a small decrease of all bands intensity. 

Therefore, molybdenum and/or oxygenated species present in the structure are smeared in 

frequency or have low absorption intensity, so that they do not give rise to any new distinct 

features.  

Table 1 Results of chemical analysis and surface area measurements 

Sample 
Mo,  

wt. % 
N,  

wt. % 
C,  

wt. % 
H,  

wt. % 
S,  

wt. % C/Na Δ,%b SBET, 
m2/g 

C3N4 0 67.8 34.2 1.4 0.0 0.58 3.4 56 
0.3Mo-C3N4 0.26 65.8 33.8 1.5 0.2 0.60 1.6 67 
0.9Mo-C3N4 0.80 60.9 33.0 1.5 0.5 0.62 -3.2 66 
3.1Mo-C3N4 2.82 57.4 31.7 1.4 1.9 0.66 -4.5 75 
9.2Mo-C3N4 8.39 47.4 27.4 1.2 5.5 0.67 -9.3 91 
Ideal C3N4 0 61.0 39.0 0.0 0.0 0.74 0 - 

a atomic ratio,b sum of all percentages – 100%. 

The results of powder XRD confirm the influence of thiomolybdate addition on the 

properties of carbon nitride. The XRD pattern of C3N4 shows typical features at 27.6°, 21.5° and 

12.7°, corresponding to (002), (100), (001) planes, respectively (Fig. 2). With the increase of Mo 

loading the intensity of all C3N4 reflections decreases, suggesting increased disorder of the 

structure (Fig. 2). At the same time no shift of XRD lines occurs, attesting that the same C3N4 

structure is preserved. At the Mo loading 3.1 wt. % and higher, broad reflections of MoS2 phase 

appear at 33 ° (100) and 59 ° (110). Remarkably, there is no strong (002) line expected at 14.5° of 

the stable 2H-MoS2 phase (JCPDS card no.75-1539). Instead, a small ill-resolved peak located at 

~9.7 ° (9.1 Å) appears, which is often attributed to the (001) line of metallic 1T-MoS2 phase.36,37, 
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38 However, an increase of the (002) distance does not prove alone the formation of the 1T phase, 

which requires convergence of several characterizations (UV-vis DRS, Raman, TEM).  
 

 
Figure 2 XRD patterns of C3N4 and sulfided samples; orange circles indicate reflexes of C3N4 phase 
(01-087-1526) and blue squares – reflexes of 2H-MoS2 phase (00-006-0097) 

 

3.2. Chemical state of molybdenum in the solids  

For the high-loaded samples the presence of MoS2 phase is evidenced by the XRD patterns 

(Fig. 2). However, the overall chemical state of molybdenum, and in particular in the low-loaded 

samples remains unclear and should be clarified. Before starting the preparations, we checked that 

a homogeneous solution of thiomolybdate in molten urea/thiourea was formed upon heating of the 

reaction mixtures. We assumed that if molybdenum was spread homogeneously in the solution, 

then for low loadings we might have obtained the materials with ultradispersed or single-atomic 

Mo species, possibly coordinated by sulfur and/or by nitrogen of the C3N4 cavities. For these 

reasons we proceeded with TEM, XAS and XPS characterizations. 
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Figure 3 (a) TEM image of 9.2 Mo-C3N4 (b) intensity distribution along the red line, TEM images of 

(c) 0.9Mo-C3N4, (d) 3.1Mo-C3N4, (e) 9.2Mo-C3N4 

High resolution TEM revealed the presence of MoS2 slabs in all the samples except for 

0.3Mo-C3N4, though in the low-loaded 0.9Mo-C3N4 sample they are few and rather hard to find. 

In the samples with higher loadings the MoS2 slabs are expectedly more abundant (Fig. 3). 

Notably, at the nanoscale, the slabs are not spread uniformly over C3N4, but concentrated in some 

zones, whereas extended zones of carbon nitride are free from sulfide In agreement with the XRD 

results, the distance between the MoS2 layers in TEM images is around 0.9 nm, i.e. considerably 

increased if compared with the interplane distance (002) for 2H-MoS2 (0.62 nm), indicating the 

increased disorder.  

Core-level XPS spectra have been acquired for bare C3N4, reference MoS2 and 9.2Mo-

C3N4 samples. For bare C3N4, deconvolution of C1s spectrum gives three main contributions (Fig. 

S2b): the signal of adventitious carbon at 284.8 eV; the major signal at 288.1 eV corresponding to 

C – N bonds in triazine units (C surrounded by three N atoms) and the contribution at 289.4 eV 

that might be assigned to C – (N4).39 As for N1s spectrum (Fig. S2c), three major contributions are 

observed: 398.6 eV, 399.7 eV and 401 eV. The first one corresponds to sp2 hybridized N in N-

C=N, the second – to N bonded with three carbon atoms (N-(C3)), the third one – to nitrogen in 

NH2 group.40,41 The peak around 404.2 eV is probably due to a π-excitation in C3N4, similar to 

that observed for melamine.42 For the reference MoS2, in the S 2p spectrum only one doublet is 

observed at 162.9 and 161.7 eV, characteristic of S2- (Fig. S3c).43 Deconvolution of the Mo 3d 

signal gives one doublet at 232 eV and at 228.8 eV, which is typical for sulfided Mo (IV) in MoS2 

(Fig. S3b).43  

For the 9.2Mo-C3N4 sample, the C1s and N1s spectra are similar to those of bare C3N4 

(Fig. 4c and 4d). The only difference is the appearance of a minor peak around 290.5 eV in the 

C1s spectrum, corresponding to oxygenated species such as carboxylate groups, coming from urea 

precursor.44 The presence of oxygenated groups agrees with the results of chemical analysis that 

suggest the presence of oxygen in the highly-loaded samples. In the Mo 3d spectrum, sulfidic 
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Mo(IV) is observed at the same BE as in the MoS2 reference (Fig. 4a). The edges of the MoS2 

slabs are partially oxidized under air, so the contribution of Mo(V) (5/2 at 231 eV and 3/2 at 234.2 

eV) appears, which is an intermediate species in MoS2 oxidation in air.45 This attribution is also 

supported by the presence of minor amount of oxidized sulfur in the S2p spectrum (Fig. 4b). The 

doublet of S2- species (161.5 and 162.8 eV) is the major sulfur species in MoS2. According to the 

XPS results, the composite material behaves as a mechanic mixture of MoS2 and C3N4, without 

any noticeable shifts in the binding energies in the main spectral lines of composing elements. 

 
Figure 4 XPS spectra of 9.2Mo-C3N4 (a) Mo 3d (b) S 2p (c) N1s (d) C1s 

While TEM study evidences the formation of MoS2 slabs, it remains unclear whether all 

molybdenum is present as sulfide slabs, or it is distributed between MoS2 and other forms not 

detectable by TEM. To answer this question, we proceeded with the Mo K edge XAS 

characterization that provides information about coordination and oxidation state of all Mo species 

contained in the sample. We recorded ex-situ spectra of the samples before and after sulfidation. 

The XANES spectra (Fig. 5a) do not demonstrate significant differences with increasing Mo 

loading and resemble that of reference MoS2 compound (a small feature resembling a pre-edge in 

the spectra of low-loaded samples is an artifact). The shapes of EXAFS spectra are also very 

similar (Fig. 5b). The experimental spectra and the corresponding fits in R and k spaces are 
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presented in Figures S4 – S7. To obtain a good fit, all spectra require S and Mo neighbors at 2.40 

and 3.13 Å, respectively (Table 2), typical for bulk MoS2. The coordination numbers (CN) of S 

and Mo are slightly different from the theory values (6 for both Mo and S) for the bulk sulfide. In 

all samples, five sulfur atoms are required to fit the sulfur environment. The CN of Mo varies 

slightly with Mo loading, from 4 in the 0.3Mo-C3N4 to 5 in the 9.2Mo-C3N4. The obtained CNs of 

Mo neighbors suggest a slight increase of the MoS2 slabs dispersion from high-loaded 9.2Mo-

C3N4 to low-loaded samples. Note that even for the lowest loading of Mo (0.3 wt.%) the 

coordination is close to that of bulk MoS2. A small contribution of oxygen as a short Mo=O bond 

(1.72 Å) improves the goodness of the fit in case of low-loaded samples, suggesting that the slabs 

edges were slightly oxidized because of short exposure to air. No nitrogen or carbon atoms at their 

characteristic distances are present in Mo coordination environment, suggesting that incorporation 

of Mo into carbon nitride network did not occur and all Mo remains in form of MoS2. There is no 

significant difference between the spectra of samples taken before and after sulfidation (Fig. 5c) 

meaning that MoS2 was formed already during the preparation in Ar, whereas the role of 

sulfidation is only to activate the slabs edges. 

 
Figure 5 (a) XANES spectra of sulfided samples and of MoS2 reference (b) EXAFS spectra in R-space 
for sulfided samples (c) EXAFS spectra in R-space before and after sulfidation. 
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Table 2 EXAFS fitting results in R-space for the sulfided samples  
Scatterer 

atom 
CNa R (Å)b σ2 (Å2)c ΔE0 (eV)d 

0.3Mo-C3N4, R = 0.09 
O 0.5(2) 1.72(1) 0.0037(9) -1(1) 
S 5.0(2) 2.40(1) 0.0039(9) 2(1) 

Mo 4.0(2) 3.13(1) 0.0048(9) -5(1) 
0.9Mo-C3N4, R = 0.07 

O 0.6(2) 1.72(1) 0.0068(2) 0(1) 
S 5.0(2) 2.40(1) 0.0036(9) 2(1) 

Mo 3.8(2) 3.14(1) 0.0041(9) -1(1) 
  3.1Mo-C3N4, R = 0.04    

O 0.4(2) 1.74(1) 0.0057(9) 0(1) 
S 5.0(2) 2.40(1) 0.0033(9) 3(1) 

Mo 4.2(2) 3.14(1) 0.0045(9) 0(1) 
  9.2Mo-C3N4, R = 0.05   

S 5.0(2) 2.40(1) 0.0032(9) 2(1) 
Mo 4.8(2) 3.14(1) 0.0047(9) 0(1) 

a Coordination number, assuming S0
2 = 1.0; b distance to the neighboring atom; c distance variance; 

d energy variance (free variable between -5 and 5 eV) 

It follows from the TEM, XPS and XAS characterizations that MoS2 is the predominant 

species in our samples already at the lowest Mo loadings. Notably, ammonium thiomolybdate is 

well soluble in molten urea, forming a dark-red solution at the temperatures below 200 °C. It 

appears however that reaction at higher temperatures does not allow incorporation of any 

considerable amount of single-atomic Mo species into the carbon nitride framework (as it happens 

for many divalent and trivalent cations of metals 46,47), but leads to quantitative precipitation of 

MoS2. Perhaps, unlike the cationic species that tend to be coordinated with nitrogen lone electronic 

pairs of the carbon nitride structure, the MoS4
2- anion has no affinity towards nitrogen in the C3N4 

cavities. By this reason MoS4
2- anions condense in the melt at higher temperatures and finally 

decompose to MoS2 phase.  

 

3.3. Catalytic properties  

Thiophene hydrodesulfurization (HDS) model catalytic test was applied to access sulfide 

dispersion, chemical reactivity of the edges and availability of sulfide slabs within the material to 

the reactant molecules.  
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Figure 6 Catalytic properties vs Mo loading: (a) steady state thiophene HDS rates measured at 320 

°C; (b) rates of photocatalytic hydrogen production in methanol slurry. 

The catalysts demonstrated considerable activity in thiophene HDS, steady state rates 

measured at 320 °C being: 5, 31, 127 and 325 nmol g-1 s-1 for 0.3, 0.9, 3.1 and 9.2Mo-C3N4, 

respectively. The HDS rates increase almost linearly with the Mo loading (Fig. 6a). 9.2Mo-C3N4 

does not follow the linear trend, the conversion for this sample is a bit lower than expected, 

possibly due to a bit lower dispersion of MoS2 as observed by XAS. For the MoS2/Al2O3 

benchmark reference, containing 10% wt. of Mo, the mass specific HDS activity measured in the 

same conditions is in the range between 300 and 360 nmol g-1 s-1.28 Therefore, MoS2-C3N4 

composites as heterogeneous HDS catalysts behave similarly to highly divided supported 

molybdenum sulfide, containing several – nm MoS2 slabs, finely dispersed at the surface of support 

and available to the gaseous reactants.  

The selectivity distributions show similar trends for all samples and resemble those of bulk 

and supported MoS2 catalysts (Fig. S8). The main products are butenes, low amounts of butane 

are observed, as well as methane and ethane (1% for 0.9Mo-C3N4 and 9.2Mo-C3N4, 6% for 3.1Mo-

C3N4), appearing due to partial oxidation of MoS2 in air. However, in the low-loaded catalyst the 

detection of reaction products becomes less reliable due to low conversion (0.1 %). Therefore, 

with respect of selectivity, the MoS2-C3N4 composites also behave as conventional supported 

MoS2 catalysts.  

Photocatalytic activities of the samples were compared for photocatalytic hydrogen 

evolution reaction (PHER) in a methanol slurry (Fig. 6b). Bare carbon nitride demonstrates low 

activity with PHER rate of 49 μmol∙g-1 h-1. For the composite materials, the hydrogen production 

rate increases linearly with the amount of molybdenum and reaches a maximum of 1170 μmol∙g-1 

h-1 for the catalyst containing 3.1 wt.% Mo; further increase of loading results in a drop of activity. 

The samples activated by sulfidation are almost twice more active than the initial ones (Fig. S9), 
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suggesting that activation of the slabs edges plays an important role in PHER rate. The rate of 

hydrogen production is similar to that of previously studied materials at comparable Mo loadings. 

Approximately recalculated with respect to photon flux of 300 mW Xe lamp applied in the 

previous studies, it corresponds to the value of 2.8 mmol. g-1 h-1, whereas previously reported 

PHER rate values for this type of materials lie in a wide range between 0.8 and 12 mmol. g-1 h-

1.25,48,49,50,51 However, a straightforward comparison of PHER rates is not possible, as the spectral 

power distribution of the light source, the reaction system geometry, the loading of the slurry and 

the sacrificial agent are different from one work to another.  

Unlike the thiophene HDS activity that increases almost linearly with Mo loading, an 

excess of MoS2 co-catalyst has a negative impact on the PHER activity. This type of behavior was 

observed previously for MoS2-C3N4 systems.25 The loading at which maximum activity was 

attained, depends on the carbon nitride preparation (exfoliation) technique and on the MoS2 

dispersion, but always corresponds to relatively low loadings (few wt.% at highest). The effect is 

not limited by MoS2-C3N4 systems. Earlier we observed this behavior for the MoS2-TiO2 systems: 

in the 0.5 – 2 wt.% loading range of MoS2 PHER activity reached its maximum and started to drop 

after 2 wt.%.29 The decrease of PHER activity at higher loadings was attributed to MoS2 ability to 

facilitate electron-hole recombination or to non-productive light absorption (vide infra). 

 

3.4. Interactions between C3N4 and MoS2 and the reasons of improved PHER activity. 

In order to better understand the variations of PHER activity due to the presence of MoS2, 

we tried to access electronic interaction between the components in our catalysts. In the previous 

works two main explanations of better PHER activity were given: more efficient light absorption 

and better charge separation. In several previous studies the positive effect of MoS2 was attributed 

to the improved light absorption. It was suggested that the band gap is decreased in the composite 

materials vs. individual carbon nitride which improves light absorption.25,26 Moreover, the light 

absorbed by MoS2 in the visible region is supposed to be productively used by the composite 

material due to the formation of heterojunction.  

To address the issues related to light absorption we proceeded with the UV-visible diffuse 

reflectance spectroscopy (UV-vis DRS). UV-vis DRS spectra for Mo-containing samples and 

C3N4 are shown in Fig. 7a (also see Fig. S10). For bare C3N4, the HOMO orbital mainly consists 

of N 2p orbital states, while the LUMO orbital is composed of C 2sp hybrid orbitals. Electronic 

transitions in C3N4 result in appearance of two broad peaks in UV region centered around 380 and 

326 nm that might be assigned to π-π* electronic transitions in conjugated ring systems.52 In the 

MoS2 phase the conduction band (CB) and valence band (VB) are dominated by Mo 4d and S 3p 
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orbitals while contribution of Mo 4d is the largest for the CB. Addition of MoS2 results in several 

changes in the spectra (Fig. 7a). The increase of intensity of MoS2 peaks located at 480, 600 and 

660 nm with Mo loading is observed, as expected. However, there is a remarkable increase of 

intensity of the peak around 320 nm without simultaneous increase of the one at 380 nm. This 

phenomenon was observed before: if more defects are introduced into C3N4, the intensity of this 

peak increased.53 However, to our knowledge, it was never discussed in detail. In agreement with 

XRD, XPS and chemical analyses we conclude that with addition of Mo the C3N4 structure 

becomes more defective. We assume that this effect might be attributed to electronic transitions in 

the distorted C3N4 which has disordered structure due to the effect of Mo during the sample 

preparation. The UV-vis peaks of MoS2 were extracted from the base line for better visibility (Fig. 

S10a). Within the method accuracy, positions of the MoS2 peaks remain unchanged for all Mo 

loadings, which suggests that no significant modification of the electronic structure occurred due 

to the interaction between MoS2 and C3N4.  

The band gap estimated by means of Tauc equation for MoS2 is 1.7 eV, which corresponds 

well to the experimental values 54,55 for the direct band gap in bulk and few-layer MoS2 (Fig. 

S12c). The band gap of carbon nitride in the bare C3N4 and Mo-C3N4 samples remains around 3 

eV, the variations between the samples being lesser than 0.05 eV (Fig. 7b). Therefore, as opposed 

to several previous reports,25,26,56 we cannot conclude that the band gap of the composites is 

modified due to addition of Mo. The impact of MoS2 related to the shift of the band gap can be 

ruled out.  

It is worth emphasizing that for our PHER experiments we have intentionally chosen UV-

light with a maximum at 370 nm and lying entirely in the carbon nitride light absorption zone (Fig. 

S18). As follows from Fig. 7a, light absorption increases slightly for the samples containing more 

molybdenum. However, the PHER catalytic activity increases at the same time by a factor of 30. 

Therefore, the band gap modification, would it occur or not, cannot possibly explain the observed 

variations of the catalytic activity. By the same token, MoS2 cannot absorb light productively in 

our case. Indeed, the main variations of the UV-vis spectra due to addition of MoS2 occur beyond 

the spectral region of our light source.  

Formation of a heterojunction and better separation of photoinduced charge carriers are 

often evoked as main reasons of the improved PHER activity of the MoS2-C3N4 catalysts.25,26,,57 

We compared the XPS, UPS and UV-vis DRS spectra of our materials in order to check the 

presence of significant interactions leading to modifications of electronic levels as well as to clarify 

the band alignment. The literature reports on the band alignment in the MoS2-C3N4 solids are 

controversial. Basing on different physical measurements and on the theory calculations, both 

straddling 25,58 and staggered 26,59 alignments have been proposed. Moreover, the absolute values 



15 
 

of reported VB and CB energies differ by a value up to 1 eV between the different studies. In order 

to clarify the band alignment and to further investigate into the nature of the interaction occurring 

between MoS2 and C3N4 we performed UPS and valence band XPS for bare C3N4, 9.2Mo-C3N4 

and MoS2 reference.  

 
Figure 7 (a) UV-vis DRS spectra and (b) corresponding Tauc plots for sulfided Mo-C3N4 samples and 

C3N4 enlarged in C3N4 absorption region. Dashed lines represent linear dependences used to calculate 

band gaps, solid lines represent base lines. 

The UPS spectrum of pure MoS2 is presented in Fig S13a. The calculated work function 

(WF) value is about 5 eV, which is consistent with previous values for multilayered MoS2 (4.98 

eV).60 The difference between Fermi level and valence band edge was estimated to be 0.93 eV. In 

a good agreement with UPS, analysis of XPS valence band provides a slightly lower value of 0.9 

eV. From the UV-vis characterization the calculated band gap was 1.7 eV. Knowing these values 

we can estimate electron affinity (approx. 4.23 eV), which is close to values calculated by DFT 

and observed experimentally for several layer MoS2 (4.3 eV).61,62 As for C3N4 reference we failed 

to obtain high-quality UPS spectra for any of the several sample preparation techniques that we 

tried. The reasons are discussed and the spectra are presented in the supplementaty information 

(Fig. S15). In brief, low conductivity and closeness of valent zone to that of adventitious carbon 

make obstacle to obtaining clear cutoff value and/or reliable valence band edge. Therefore, we 

used combination of UPS for MoS2 and XPS valent zone spectra to construct full band diagram 

(Fig. 8b). First, the UPS spectrum of MoS2 was used to determine the absolute values of ionization 

energy, electron affinity and work function and then the XPS spectra allowed to place VB edge of 

C3N4 relative to MoS2. Finally, the values of band gap from the UV-vis DRS spectra were used to 

locate the bottom of CB.  
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As follows from the XPS spectra of valent zone (Fig. 8a), the VB edge of  C3N4 is by 2 eV 

lower as compared with MoS2. The spectrum of 9.2Mo-C3N4 composite material is a superposition 

of two contributions from individual MoS2 and C3N4. Two inflexion points of the descending part 

of 9.2Mo-C3N4 spectrum, at 2.8 and 0.7 eV, corresonding respectively to C3N4 and MoS2 VB 

edges, are both shifted to lower BE by 0.1–0.2 eV, as compared with the spectra of individual 

components. This difference is at the limit of the method accuracy. Moreover, the same sign of 

shift for both components does not suggest transfer of electrons between them. Taking into account 

the optical band gap values we obtain the band alignment diagram (Fig. 8b), which is staggered, 

with the MoS2 VB and CB levels located higher than those of C3N4.  

Several approaches exist to determine VB edge position from the photoemission spectra. 

Each one of them might become appropriate depending on the sample and the shape of the 

spectrum. The value of VB edge might be determined as: (i) the inflexion point of the descending 

VB spectrum; (ii) as a point of intersection of the slope with the baseline at low BE; (iii) as a point 

where the spectrum intensity increases by 1 – 3% above the baseline.63 Physical rationale of each 

method depends on the nature of the analyzed system. Thus, if the slope of the descending part of 

density of states (DOS) at the VB edge is steep (has a step), then the observed XPS spectrum will 

be a convolution of this step with the instrumental linewidth profile, and the method (i) of the 

inflexion point should be used. Otherwise, if DOS at the VB edge decreases slowly, the methods 

(ii) and (iii) are more appropriate. The observed slope of VB edge of both C3N4 and MoS2 is rather 

steep, as compared with the instrumental line width (about 1 eV as determined from calibration 

with clean Ag). Therefore, we assumed that the inflection point method (i) is the most appropriate 

for positioning VB in our system.  

However, the VB positioned by other methods could be considered in combination with 

differently determined band gap values, in order to check the “stability” of the obtained band 

alignment diagram. Four different situations might be conceived, namely: (1) direct band gap of 

C3N4 combined with the VB determined from the inflection point (Fig. 8b); (2) direct band gap of 

C3N4 combined with the VB determined using the intersection point with the baseline (Fig. S14b); 

(3) indirect band gap of C3N4 and VB from the intersection point (Fig. S14a) and (4) indirect band 

gap of C3N4  and VB determined from the inflexion point. The last situation appears unphysical, 

because in this case the Fermi level should be higher than the LUMO of CB, leaving us only three 

options. It follows from the Fig. 8 and Fig. S14, that the conclusion on the staggered type of band 

alignment does not depend on the method of VB edge and band gap detemination. Finally, even if 

the band gap of bulk MoS2 obtained by theoretical calculations is used (1.3 eV), then the LUMO 

of MoS2 will occupy the same position on the band alignment diagram as that of C3N4, but not 

lower. Note that the use of direct vs. indirect band gap is a subtle problem for the nanomaterials at 
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stake, as neither the non-stoichiometric and distorted C3N4 nor the few-layer nanoscopic MoS2 

could be straightforwardly compared with the theory models. We consider that for the purposes of 

photocatalysis, the direct gap is more physically relevant as it corresponds to the onset of a non-

negligible light absorption.  

 
Figure 8 (a) XPS valence bands for C3N4, MoS2 and 9.2Mo-C3N4, (b) Band alignment for MoS2 and 

C3N4, values with asterisk were taken from the literature.64 

Overall, the UV-vis DRS, XPS and UPS spectra suggest that the composite materials 

behave as mechanical mixtures of individual MoS2 and C3N4, with unchanged optical band gaps 

and VB positions. There is no doubt that formation of heterojunction and transfer of electrons is 

possible in these systems and a contact between two phases is obviously important for optimal 

PHER performance. However, in our case the collaboration between MoS2 and C3N4 seems to be 

mostly chemical (probably MoS2 promotes recombination of H* species), as it happens in many 

bifunctional heterogeneous catalysts. In the same lines, earlier we demonstrated for a relevant 

MoS2-TiO2 system, that the presence of an intimate contact and of an extended interface between 

the semiconductor and co-catalyst is not mandatory for optimal PHER catalytic performance in a 

liquid slurry. Thus, a combination of separated MoS2 and TiO2 particles in liquid methanol turned 

out to be more active than supported MoS2/TiO2 with highly dispersed and strongly interacting 

MoS2 nanoslabs.29 The case seems to be very similar for the MoS2-C3N4 systems under study, 

containing an agglomerated MoS2 co-catalyst.  

The theoretical works that predict strong electronic modifications in the MoS2-C3N4 

materials, consider the models with extended 2D interfaces of atomically close C3N4 and MoS2 

slabs. In our materials the MoS2 phase is considerably agglomerated and localized. There are no 

extended MoS2-C3N4 interfaces in the major part of the sample. The increased catalytic activity 

was explained by harvesting of generated H* species and their recombination on MoS2. A drop of 

activity observed at higher sulfide loading can be explained by simultaneous action of MoS2 as a 

charge carriers recombination sink, as discussed in detail in Ref. 29. 
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Conclusions 

In this paper we have synthesized by a facile one-pot synthesis route a series of MoS2-C3N4 

composite materials. The solids proved to be active catalysts in the HDS of thiophene and 

photocatalytic hydrogen production. Their good HDS catalytic properties were attributed to 

favorable properties of C3N4 as a support for the active sulfide phase. The photocatalytic activity 

of the best MoS2-C3N4 was about 30 times higher than for bare C3N4.  

Using physical characterizations, we observed that addition of molybdenum influences the 

properties of carbon nitride on the preparation step: molybdenum induces structural disorder and 

impacts the chemical composition of carbon nitride, leading to the modification of C/N ratio and 

to the incorporation of considerable amounts of oxygen into the structure. According to TEM and 

XAS studies, molybdenum is present essentially as well-formed nanoscopic MoS2 slabs in the 

whole range of loadings studied, from 0.3 to 9 wt.%. 

Combining the valence band XPS, UPS and UV-vis DRS characterizations, we have 

constructed the band alignment diagram. Whatever the assumptions made in the spectra 

interpretation, the band alignment is staggered with the VB zone of molybdenum sulfide above 

that of carbon nitride. Moreover, we demonstrated addition of MoS2 does not lead to modification 

of the C3N4 band gap and the positions of the CB and VB are not perturbed. Therefore, the observed 

increase of the PHER activity due to MoS2 addition is attributed to its action as a chemical co-

catalyst, facilitating associative desorption of hydrogen.  
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