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Abstract

Glow-in-the-dark materials have been around for a long time. While formerly materials had to

be mixed with radioactive elements to achieve a sufficiently long and bright afterglow, these have

now been replaced by much safer alternatives. Notably SrAl2O4, doped with europium and dyspro-
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sium, has been discovered over two decades ago and since then the phosphor has transcended its

popular use in watch dials, safety signage or toys with more niche applications in e.g. stress sensing,

photocatalysis, medical imaging or flicker-free light emitting diodes. A lot of research efforts are

focused on further improving the storage capacity of SrAl2O4:Eu
2+,Dy3+, including in nanosized

particles, and on finding the underlying physical mechanism to fully explain the afterglow in this

material and related compounds. Here we present an overview of the most important results from

the research on SrAl2O4:Eu
2+,Dy3+ and discuss different models and the underlying physics to

explain the trapping mechanism at play in these materials.

Keywords: Persistent luminescence, Strontium aluminate, Thermoluminescence, Optically stimu-

lated luminescence, Mechanoluminescence

1 Introduction

Inorganic luminescent materials or phosphors have been around for a long time. Initially they were

applied in fluorescent light bulbs, cathode ray tubes or electroluminescent displays but over the

last decade they became increasingly important with the development and commercialisation of e.g.

solid state lighting [1] and LED displays. [2] These phosphors are composed of an inorganic host

with a wide band gap to which impurity ions are intentionally added. The luminescence is the result

of localized transitions between electronic levels of the impurity center, often called the activator.

The spectral characteristics of phosphors are determined mainly by the selected dopant ion, but

interactions of the dopants with the host crystal give opportunities to tune transition energies and

probabilities due to splitting and shifting of energy levels. [3] This is for example the case in the

class of Eu2+-doped strontium aluminates where the emission color resulting from the 4f65d1−4f7

transitions in Eu2+ can vary from the near ultraviolet (UV) to the red (see Figure 1), depending

on the exact stoichiometry, i.e. the SrO:Al2O3 ratio. [4]

Specific dopant(s)-host combinations can also give rise to additional functionalities such as

energy and charge transfer processes or quenching of the luminescence. Provided that an appropriate

(trapping) defect is added to a luminescent material it can acquire the possibility to temporarily

store energy after absorption of excitation light. This energy storage leads to the delayed emission
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Figure 1: Emission spectra of Eu2+ in different strontium aluminates with a varying SrO:Al2O3

ratio. Spectra were recorded at 300 K except for Sr3Al2O6:Eu which was recorded at 4 K. Excitation
wavelengths are indicated between brackets. Republished with permission from the Royal Society
of Chemistry, from Dutczak et al.. [4]

which is called persistent luminescence or long afterglow and which can last from seconds to hours

after the excitation has stopped. [5] Phenomena such as persistent luminescence are often the

result of a subtle balance between hard-to-assess microscopic properties such as bond lengths and

vibrational frequencies or the presence of defects in the vicinity of the active centers. Hence, those

additional functionalities are hard to predict via empirical rules or structure-property relationships,

in stark contrast to the tuning of known electronic transitions of the activator. [6]

Many afterglow phosphors have been developed with emission ranging from the UV, usually

relying on Pr, Gd or Bi luminescence, [7–11] to the infrared where Cr- and Mn-doped phosphors

serve as the workhorse. [12–15] The most efficient afterglow phosphors that emit in the visible

spectrum are aluminates, silicates or sulfides which are doped with europium and a suitable trivalent

lanthanide. [16–20] Many of these phosphors are commercially available but the most encountered

afterglow phosphor is still SrAl2O4:Eu
2+,Dy3+. It was first reported over two decades ago, in 1996,

by Matsuzawa et al. [21], and really kickstarted persistent phosphor research. Thanks to the addition

of Dy3+ the phosphor’s initial brightness and afterglow time increased spectacularly and the intense

bright green afterglow resulted in a steady increase in the number of possible applications of the

phosphor.
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Figure 2: Overview of the proposed mobile charge carriers (a) and trapping defects (b) involved in
the afterglow mechanism in strontium aluminates. Both graphs have been constructed using the
data presented in all cited references published between 1996 and 2020. Although this reference list
is limited in size (78 publications), the results are representative for the general trends in the field
of persistent luminescence.

Afterglow phosphors, such as SrAl2O4:Eu
2+,Dy3+, have now steadily grown beyond their use

in safety signage and the list of proposed applications includes their use in road markings, [22–

24] fingerprint identification [25], dye-sensitized solar cells, [26, 27] dosimeters, [28, 29] light sen-

sors, [30] photocatalysis [31] or alternating current driven solid state lighting. [32, 33] In case of

SrAl2O4:Eu
2+,Dy3+, the material’s mechanoluminescent properties make it perfectly suited for

structural health testing and the visualization of stress and crack propagation. [34–41] Moreover,

nanosized SrAl2O4:Eu
2+,Dy3+ has the potential to be used in bioimaging and diagnostic appli-

cations. [42–44] With these applications in mind, Terraschke et al. [45] recently coated magnetite

(Fe3O4) nanoparticles with SrAl2O4:Eu
2+,Dy3+ to allow for a combination of magnetic and op-

tical imaging and in situ manipulation of relevant biomolecules. Moreover, persistent emission

(10 minutes) in the near infrared (NIR) was reported the first time in 2009 for SrAl2O4 codoped

with Eu2+,Dy3+ and Er3+. The NIR emission is obtained from the energy transfer from Eu2+

to Er3+. [46] Nanoparticles of SrAl2O4 do not appear to be cytotoxic, [47] which is an important

condition for potential biological applications.

Regardless of the long list of promising applications and interesting proofs-of-concept, the per-
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formance of the state-of-the-art materials appears to be lagging behind the ambitions and the

performance of SrAl2O4:Eu
2+,Dy3+ has only moderately improved since 1996. Huge leaps forward

are needed to meet the afterglow intensities and durations required for most proposed applications.

Except for some coarse mechanistic insights, the hidden variables that drive the persistent lumines-

cence are still largely unknown as is apparent from literature. To illustrate this, the physical models

proposed in the cited references from 1996 to 2020 have been examined more closely. Figure 2(a)

shows the time evolution of the proposed charge carriers involved in the trapping, while Figure 2(b)

summarizes which trapping defects are supposedly involved. It is clear from the multitude of op-

tions, together with the large fraction attributed to an unspecified defect, that the details of the

microscopic model are still poorly understood. This can partly be attributed to a poor reproducibil-

ity in material synthesis and seemingly conflicting experimental results, but is also a consequence

of drawing too far-going conclusions from experiments that can be explained in multiple ways.

This review aspires to present a critical overview of the state-of-the-art, linking different ex-

perimental results together. We will also suggest unconventional lines of thought with the goal to

further our insight into persistent luminescence in aluminates and steer future experimental and

theoretical research. As such, we approach the topic from another angle compared to existing re-

lated overview articles on synthesis [48], the relation between host stoichiometry and Eu2+ emission

characteristics [4] and applications of persistent phosphors [18,49,50]

We start by briefly discussing those aspects of the host’s crystallography that are important for

the luminescence in SrAl2O4. Subsequently we describe dopant incorporation in the host, not only

considering the europium activator and trivalent lanthanide codopants, but also the widely used

boron flux. [51] Within this context the effect of these dopants on the photoluminescence in SrAl2O4

will be discussed as well. Next an overview of the thermoluminescence, optically stimulated lumi-

nescence and mechanoluminescence in singly doped and codoped SrAl2O4 will be given and some of

the key findings concerning the trapping mechanism will be discussed. Finally, based on these ex-

perimental findings, requirements for an adequate model for the persistent luminescence mechanism

are drafted. Different microscopic models and the underlying physics are discussed, focussing on

which phenomena can be explained by which models. Finally, objective measures to unambiguously

quantify persistent luminescence performance are listed and applied to a benchmarking study where
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the commercial state-of-the-art afterglow phosphors are compared.

2 The strontium aluminate host

2.1 The SrO - Al2O3 phase diagram

The crystal chemistry of the SrO - Al2O3 system has been thoroughly investigated by Massazza [52]

and Ganits et al. [53] who found five stable compounds: Sr4Al2O7 (S4A), Sr3Al2O6 (S3A), SrAl2O4

(SA), SrAl4O7 (SA2) and SrAl12O19 (SA6). The notation used to refer to every compound cor-

responds to the amount of SrO (S) or Al2O3 (A) constituents. The reported phase diagrams are

similar but differ in melting temperatures. Later, Capron et al. [54] proposed a modification of

the phase diagram to address the findings that SA2 becomes metastable at temperatures above

1100 ◦C forming the closely related orthorhombic Sr4Al14O25 (S4A7) which was included as a sixth

compound. The resulting SrO - Al2O3 phase diagram, including the two phase transitions [55,56] of

SrAl2O4, is shown in Figure 3. Other compositions have been reported but their stability remains

uncertain at this point. Of these compounds only SrAl2O4 and Sr4Al14O25 exhibit excellent after-

glow properties in the green and blue ranges upon doping with Eu2+ and Dy3+. Because of the vast

amount of research already performed on SrAl2O4 and its high applicability, largely owing to a good

overlap between the emission phosphor’s emission and the human eye sensitivity, the remainder of

this review will focus on this composition. However, given the large similarity between these hosts,

it is plausible that many conclusions drawn for SrAl2O4 are transferable to other phases.

2.2 Crystallography

At room temperature SrAl2O4 is made up of monoclinic crystals (space group P21) resembling a

distorted stuffed tridymite structure. The structure was first described in detail by Schulze and

Buschbaum [57] and is built from rings consisting of six corner-sharing [AlO4] tetrahedra stacked

on top of each other and forming large channels. Strontium ions occupy two nonequivalent sites

with low symmetry (C1 point group) inside these channels. As pointed out by Joos et al. [58]

and as shown in Figure 4 the large variations in Sr-O distances make it difficult to unambiguously

define a coordination shell for Sr and accordingly reported coordination numbers vary between 6
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Figure 3: Binary phase diagram of the SrO-Al2O3 system compiled according to the work of Mas-
sazza, [52] Ganits et al. [53] and Capron et al. [54]. The two phase transitions of SrAl2O4 have been
added as well. [55, 56]

and 9. [57, 59, 60] The effective coordination number, in which a weighing of the different bond

lengths is carried out, is slightly larger than 6 for both sites. [58, 61]

At 650-680◦C, SrAl2O4 undergoes a phase transition from the monoclinic to a hexagonal phase. [55,

62,63] It was originally reported that the hexagonal phase had P6322 symmetry but recently Avdeev

et al. [56] identified an additional, second order phase transition at 860 ◦C. Their results indicate

that the P6322 symmetry is only achieved above 860◦C and that the symmetry following the first

phase transition at 650◦C is lower than originally suggested and corresponds to a P63 space group.

The phase transitions are reversible and attempts to stabilize the hexagonal phase by quenching

the phosphor using liquid nitrogen were unsuccessful. [55]

Stabilization of the hexagonal phase at room temperature can however be achieved in other

ways. BaAl2O4 crystallizes in a hexagonal phase (space group P6322) and incorporation of barium

into SrAl2O4 has been proven to lower the monoclinic to hexagonal phase transition temperature

already at low Ba concentrations. In effect, the hexagonal phase can be stabilized at room temper-

ature for Ba:(Sr+Ba) ratios approaching 50%. [64] The addition of SiO2 results in the formation

of Sr1−x/2Al2−xSixO4:Eu
2+Dy3+which crystallizes in a purely hexagonal form for x ≥ 0.1 while

maintaining the green emission color at low silica concentrations. [65] Other reports indicate that
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Figure 4: Illustration of the number of oxygen anions contained inside a sphere centered at the
strontium sites as a function of the radius of the sphere for SrAl2O4. Reprinted from Joos et al. [58]
with permission from Elsevier.

the hexagonal phase can be stabilized in nanoparticles, even without addition of Ba or Si, showing

that the size of the particles is an important parameter for the resulting crystallography. [66–68]

Nevertheless hexagonal SrAl2O4:Eu
2+,Dy3+ remains quite rare and most commercial applications

and research deal with powders which are mostly monoclinic. Therefore we will mainly be concerned

with the monoclinic phase of SrAl2O4 for the remainder of this work.

3 Dopant incorporation in strontium aluminate

The undoped strontium aluminate host displays some radio- and thermoluminescence following X-

ray irradiation. This luminescence is attributed to intrinsic defects such as F-centers and F2-centers

and trace metal impurities such as Mn4+ and Cr3+. [69] The signals are largely quenched at room

temperature and their intensity remains far below what is achieved in SrAl2O4:Eu
2+,Dy3+ whose

spectral properties are the result of purposely introduced lanthanide dopant ions. Because the

spectral characteristics are to a large extent determined by the interplay between the dopants and

the host, the incorporation of the dopants in the host matrix will now be discussed in detail.

3.1 The europium activator

Given the identical oxidation state and the nearly identical effective ionic radii of Sr2+ and Eu2+

(1.31 Å vs. 1.30 Å, both for 9-fold coordination) [70] it is reasonable to assume that Eu2+ will

substitute for Sr2+ when incorporated in SrAl2O4. There are two nonequivalent alkaline earth
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Figure 5: Excitation and emission spectra of SrAl2O4:Eu
2+,Dy3+ recorded at 10K. Reproduced

with permission from Botterman et al.. [59] Copyright 2014 by the American Physical Society.

sites in the crystal (see Figure 4) and electron paramagnetic resonance spectroscopy (EPR) results

confirm the incorporation of Eu2+ on two highly asymmetric sites in the host. [71–73] It can thus

be expected that the incorporation of Eu2+ will lead to an emission spectrum consisting of at

least two contributions. First evidence for this was found by Poort et al. [74] who measured the

emission spectrum of SrAl2O4:Eu
2+ at 4.2 K and found that in addition to the characteristic green

emission band, which peaks at around 520 nm and manifests itself at room temperature, a blue

emission band appears when the temperature is sufficiently lowered, as shown in Figure 5. This blue

emission band peaks around 445 nm and quenches around 200 K so that it is not visible at room

temperature. [4, 59, 74, 75] Part of this thermal quenching can be accounted for by energy transfer

between the two nonequivalent luminescent centers. [74, 76] This energy transfer is concentration

dependent and the critical radius has been estimated to be around 20 Å. [74, 76,77]

The green emission is characterized by a much higher quenching temperature of 440 K [4] and

concentration quenching only sets in at Eu concentrations around 6% . [77–79] At low temperature,

both emission bands have a comparable intensity in samples with a low activator concentration from

which Poort et al. [74] concluded that Eu2+ is equally likely incorporated on both Sr sites. However,

one should be careful when interpreting this statement as the intensity ratio of both emission bands

is highly temperature, concentration and excitation wavelength dependent. [76]

As some authors noted, there is the apparent inconsistency that the spectroscopic properties

such as the Stokes shift and bandwidth of the two emission bands are very different while it is
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evident from Figure 4 that the oxygen coordination of the Sr1 and Sr2 sites is nearly identical

with only small variations in the Sr-O distances. [58] Poort et al. [74] tried to explain this by

assuming a preferential orientation of the 5d-orbitals on one of the two Sr sites, effectively lowering

the energy of the green emission. [74] However, several authors disproved this theory and showed

that the changes in crystal field, due to the small variations in the Sr-O bond lengths on both sites,

can in fact account for the large differences in spectroscopic properties between the two emission

bands. [59, 80–83] Botterman et al. [59] concluded this by means of simple empirical relations that

connect the 4f7 − 4f65d1 energy gap with bond lengths in the pristine crystal. [84,85] While these

rules allow to appreciate the magnitude of the effect, they fail to make the correct assignment and

more advanced theoretical methods are desirable. By combining hybrid density functional theory

for ground-state structure relaxation and multiconfigurational ab initio calculations to assess the

excited states of embedded (CeO9Al4)
3− clusters, Shi et al. [81] derived that the 4f1 − 5d1 gap is

larger for CeSr1 than for CeSr2, suggesting the same energy order for the associated Eu2+ centers

relying on another empirical rule between the Eu2+ 4f7 − 4f65d1 and Ce3+ 4f1 − 5d1 excitation

energies. [86] More recently, Ning et al. [80] performed similar calculations directly on embedded

EuO16−
9 clusters, confirming the findings of Shi et al. leading to the final assignment of the green

emission to a EuSr2 center and the (at room temperature thermally quenched) blue emission to a

EuSr1 center.

An alternative explanation for the origin of the blue emission is due to Clabau et al. [87] who

proposed that the high energy emission can be attributed to a charge transfer from oxygen to Eu3+.

Considering the importance of a correct interpretation of the emission spectrum of SrAl2O4:Eu
2+ we

will briefly discuss some of the observations that led them to propose this alternative explanation:

1/ It was noticed that the emission spectrum of SrAl2O4:Eu
2+ prepared under oxidizing con-

ditions shows no trace of green emission while the blue emission band can still be observed at low

temperature. [87] These oxidizing conditions favor the formation of Eu3+ and it was argued that it

is improbable that partial reduction of europium takes place on only one of the two Sr sites. Hence

the authors postulated that the absence of the green emission can be seen as proof that europium is

only incorporated in its trivalent form. From this it was deduced that the blue emission must be re-

lated to Eu3+ instead of Eu2+. However, this argument tacitly assumes that there is no preferential
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occupation of the dopants in the crystal which is not necessarily the case. More recent work on the

incorporation of Eu in S4Al14O25 has for example shown that Eu2+ is preferentially incorporated

on the most symmetric Sr-site. [88] Additionally it was suggested that another lanthanide, Ce3+,

is preferentially incorporated on the smaller Sr2 site. [81] These results indicate that the two sites

are sufficiently different to plausibly explain these observed differences between the green and blue

emission bands.

2/ Clabau et al. noticed that the intensity of the green emission decreases more than the intensity

of the blue emission upon incorporation of Dy3+ while the incorporation of Y3+ has the opposite

effect. [87] Based on the fact that these two dopants act differently on the two emission bands it was

again postulated that the origin of the emissions must be different as well. This observation can

however be attributed to two physically different mechanisms. Considering the radically different

quenching temperatures of the two emission bands it can be expected that the blue emission, which

quenches around 200 K, will be more sensitive to the changes in the local environment than the

green emission that quenches only at 440 K. This is supported by wavelength-dependent quantum

efficiency measurements by Delgado et al. [89] showing that the effect of Dy3+ incorporation on

the quantum efficiency is more pronounced for shorter excitation wavelengths which also excite the

blue emission. Consequently the blue band’s intensity will show larger variations upon trivalent

lanthanide incorporation than the green band. This effect is expected to be rather independent

of the codopant and explains why the blue band quenches more than the green band upon Y3+

incorporation. To understand why Dy3+ incorporation has the opposite effect we need to take

a closer look at the trapping mechanism in the material. The big difference between Y3+ and

Dy3+ is that the former is not directly involved in trapping whereas the latter likely is (see §5.4).

The large differences in trapping characteristics between the two different europium centers [59] in

combination with the decrease in quantum efficiency due to optically stimulated luminescence by

excitation light and the charging effects related to trapping, can account for the stronger decrease

in emission intensity of the green band upon Dy3+ incorporation. [90]

3/ At 4.2 K Clabau et al. [87] found decay times of 0.7 µs and 1.7 µs for the blue and green

emission respectively and concluded that this difference is large enough to claim that the origin of the

blue and green emission must be a different type of electronic transition. [87] However, Bierwagen

12



et al. [76] found different values for the decay times: 0.8 µs and 1.2 µs for the blue and green

emissions respectively. These decay times are more in line with the findings in other works. [4, 59]

Moreover, the difference between 0.8 µs and 1.2 µs can be explained by the wavelength-dependency

of the decay time. [91, 92] Additionally Bierwagen et al. found that energy transfer considerably

shortens the decay time of the blue emission, even at low temperature, while the decay time of the

green emission remains constant as a function of the Eu concentration. [76] The relatively high Eu

concentration (2%) used by Clabau et al. facilitates this energy transfer and allows to explain the

large difference between the two decay times. [87]

In general, the hypothesis that the blue emission is completely unrelated to Eu2+ fails to account

for the excitation spectrum of the blue emission which has all the characteristics of a Eu2+ spectrum

(Figure 5). [93] Based on this observation, it was also suggested to attribute the blue band to

emission from a higher 4f65d1 level of the same Eu2+ center [94] but given the high density of states

in the 4f65d1 manifold and the associated rapid non-radiative relaxation it seems very unlikely that

emission from any level but the lowest can arise. [93]

Given the above discussion we can rather confidently conclude that Eu2+ is incorporated on

both Sr sites and that the green emission can be assigned to a EuSr2 center while the blue emission

can be assigned to a EuSr1 center.

3.2 Trivalent lanthanide codopants

Since Matsuzawa et al. [21] discovered that codoping SrAl2O4:Eu
2+ with Dy3+ spectacularly en-

hances the afterglow properties it has become common practice to add trivalent lanthanides as a

codopant to SrAl2O4:Eu
2+. [95–97] Based on charge-neutrality arguments it was initially postu-

lated that these trivalent lanthanides occupy Al3+ sites. [98] However, the incorporation of trivalent

lanthanides on a 4-fold coordinated site has not been reported in inorganic hosts and based on the

size-matching criterion it seems improbable that the trivalent lanthanides, with ionic radii varying

from 1.01 Å to 0.868 Å (from Ce3+ to Yb3+, for 6-fold coordination), would substitute for Al3+

that has an ionic radius of only 0.39 Å (4-fold coordinated). [70] It is therefore generally assumed

that trivalent lanthanides occupy the larger Sr sites. Literature on the subject is limited but given

the similar chemical behavior of the lanthanides, chemical information extracted for one codopant
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can to some extent be generalized to other Ln3+ ions.

Nakamura et al. [99] investigated the incorporation of Gd3+ in SrAl2O4 using W-band EPR.

They found two overlapping signals which could be identified as coming from Gd3+ on two nonequiv-

alent sites. Given that there are four nonequivalent aluminum sites in the material as opposed to

only two alkaline earth sites it can be postulated that Gd3+ does not substitute for Al3+ but rather

occupies both possible Sr sites. This is further supported by the relatively large zero-field splitting

which evidences the incorporation of Gd3+ on low-symmetry sites.

Similar conclusions were drawn by Delgado et al. [100] who investigated the photoluminescence

of SrAl2O4:Dy3+ and found that the 4F9/2 - 6H13/2 transition, corresponding to the most intense

emission peak of Dy3+ centered around 568 nm, is split into at least nine lines while a maximum

of seven lines would be expected if Dy3+ was occupying a single crystallographic site. From these

results it can be concluded that Dy3+ is incorporated on at least two nonequivalent sites but the

experimental limitations together with the high dopant concentration of 5 mol% which might favor

dopant clustering, make it difficult to unambiguously determine the exact number of crystallographic

sites that Dy3+ is occupying.

Finally, analysis of Ce3+ luminescence in SrAl2O4 showed the existence of two distinct Ce3+

centers, exhibiting different emission and excitation spectra. [81, 101]

Based on the experimental evidence indicating that Gd3+, Dy3+ and Ce3+ are incorporated on

the alkaline earth sites, it seems reasonable to assume that all trivalent lanthanides are incorpo-

rated in a similar manner. However, solubility of trivalent lanthanides (Ln) in SrAl2O4 is small and

segregation into secondary phases such as LnAlO3, has been reported at concentrations as low as

1 mol%. [102, 103] Dy-clustering has also been observed near grain boundaries (Figure 6) where it

forms an aluminum poor phase. [103] Moreover, extended X-ray absorption fine structure (EXAFS)

measurements on rare-earth-doped CaAl2O4 indicate that dopant aggregation at the microscopic

scale can even take place at relatively low dopant concentrations of 1 mol%. [104] Especially for

non-isovalent substitutions, i.e. when charge-compensating defects are generated, a stochastic dis-

tribution of dopants is an unjustified assumption [105–107].

The effect of codoping with trivalent lanthanides on the Eu2+ photoluminescence spectra is

limited. [96] Some authors mention a redshift of 10 nm of the blue luminescence upon Dy3+ incor-
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Figure 6: SEM cross section of a SrAl2O4:Eu
2+,Dy3+ phosphor grain, with elemental maps obtained

by EDX for Dy, Al and Sr. The precipitation of Dy at the grain boundaries is clearly visible. The
cathodoluminescence (CL) intensity at the grain boundaries is also much weaker. Reprinted from
Smet et al. [103] with permission from Elsevier.

poration in single crystals [89,108] but as Delgado et al. [89] pointed out, no measurable shift occurs

in powder samples. This effect is most likely related to a change in absorption characteristics of

the phosphor in combination with the comparably high optical path length in single crystals com-

pared to powders. In contrast, the green emission band shows no shift upon trivalent lanthanide

incorporation.

3.3 The role of boron: inert flux or active dopant?

Boron trioxide (B2O3) and boric acid (H3BO3) are widely used as fluxes during the synthesis of in-

organic compounds such as aluminates, [109,110] silicates, [111] titanates, [112] thioaluminates [113]

and oxysulfides. [114] The addition of the flux enhances the crystallinity of the phosphors, helps

to stabilize certain crystallographic phases and lowers the overall reaction temperature, ultimately

leading to enhanced luminescent properties. [115, 116] Matsuzawa et al. [21] already used B2O3 as

a flux for SrAl2O4:Eu
2+,Dy3+ in 1996 but Chen and Chen [117] were the first to systematically in-

vestigate the effect of boron addition on the luminescent properties of SrAl2O4:Eu
2+,Dy3+ in 2001.
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Figure 7: 27Al MAS NMR spectra of three samples prepared with different amounts of B2O3

Reprinted from Nag and Kutty [51] with permission from Elsevier.
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This was followed by the work of Nag and Kutty [51, 118] who presented evidence that B2O3 does

not just act as an inert high temperature flux but that boron is incorporated in SrAl2O4:Eu
2+,Dy3+

and plays an importantrole in the persistent luminescence mechanism. Based on infrared absorption

measurements they were able to identify the presence of tetrahedral BO4 groups in samples that

were prepared with 5 at% of B2O3. Additionally, they performed solid-state 27Al magical angle

spinning nuclear magnetic resonance (MAS NMR) and noticed that the signal significantly changes

upon addition of B2O3. Their results have been reproduced in Figure 7 from which it is evident

that addition of B2O3 has two effects on the MAS NMR spectra. First, two new peaks arise at

lower δ which can be attributed to Al in Sr4Al14O25:Eu
2+,Dy3+ which is formed as a minor im-

purity phase after addition of 20 mol% of B2O3. Secondly, the signal attributed to Al in SrAl2O4

considerably broadens towards higher δ which indicates an increased disorder in the Al surrounding

upon B2O3 addition. Based on this information they concluded that the BO4 groups substitute

for AlO4 groups. The incorporation of boron into the host is further evidenced by the observed

decrease in unit cell volume of SrAl2O4:Eu
2+,B3+ with respect to SrAl2O4:Eu

2+ which agrees well

with the smaller ionic radius of B3+ (0.25Å, 4-fold coordinated) [70] with respect to Al3+ (0.39 Å,

4-fold coordinated). [119,120]

Several authors noticed that adding large amounts of H3BO3 or B2O3, typically more than 10-

15%, leads to the stabilization of the Sr4Al14O25 phase and the creation of an amorphous strontium

borate glass at the expense of the formation of the SrAl2O4 phase. [51,100,120,121] The formation

of Sr4Al14O25 can be understood when taking into account that boron substitutes for Al3+, thereby

effectively moving towards a more Al-rich phase in the phase diagram (Figure 3). Results by

Niittykoski et al. [115] indicate that if the incorporation of boron on an Al site is accounted for in

the initial stoichiometry, no Sr4Al14O25 impurity phase is formed for boron concentrations up to 30

at%. This is in accordance with results by Shin et al. [122] confirming that an aluminium deficiency

creates a driving force for boron incorporation in SrAl2O4.

The substitution of aluminum by boron also has an effect on the incorporation of Eu2+ and

trivalent lanthanides in the host. Yoon et al. showed that samples prepared with B2O3 exhibit an

increased resistance to thermal oxidation of Eu2+. [120] In general, it is known that borates, most

notably SrB4O7, successfully reduce trivalent dopants intrinsically [123–129], however the mecha-
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nism is still under debate. [130] In Sr4Al14O25 it was shown that boron improves the homogeneity

of the Eu2+-incorporation at the nanoscale. [88] It has also been reported that boron facilitates the

incorporation of trivalent lanthanides on the alkaline earth sites because of its higher electronega-

tivity with respect to aluminum which helps to stabilize the codopants on a Sr site, despite of the

charge mismatch. [51,122]

In general, codoping with boron [115, 120] is believed to have no effect on the spectral shape

and position of the green emission of SrAl2O4:Eu
2+ and a shift of the emission band to shorter

wavelength with increasing boron content can be attributed to the formation of a europium doped

Sr4Al14O25 impurity phase of which the most prominent emission band is centered around 490

nm. [4] Delgado et al. [100] investigated the effect of boron incorporation on the luminescence

of Dy3+ in SrAl2O4 and found that codoping with boron significantly changes the luminescence

and absorption characteristics of Dy3+. The magnitude of this effect, compared to the negligible

effect of boron incorporation on the Eu2+ luminescence, can be understood by considering the

aforementioned model by Nag and Kutty [51] who postulated that the more negative effective

charge on the BO4 group with respect to the AlO4 group will lead to a preferential incorporation

of Dy3+ on Sr sites where at least one of the closest Al3+ has been replaced by B3+.

3.4 Synthesis

The properties of persistent phosphors are not only dependent on the composition of the phosphor

but, as indicated in the previous section, also strongly depend on the synthesis conditions. Together

with the growing number of potential applications, a wide range of synthesis techniques have been

developed to improve the material’s efficiency. In general a suitable synthesis should ensure a good

incorporation of the dopants and yield phase-pure crystallites, preferably with a narrow particle

size distribution. An efficient reduction of Eu is required to maximize the phosphor’s efficiency by

avoiding luminescence quenching due to intervalence charge transfer (IVCT) between Eu2+-Eu3+

pairs [131] or an undesired excess of charge compensating defects. A range of chemical techniques

exist to reduce trivalent lanthanide ions as recently reviewed by Suta and Wickleder. [132] It should

also be stressed that transition metal impurities, typically originating even from high-purity precur-

sor materials, can affect the trapping mechanism and should thus be carefully taken into account.
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The presence of such impurities has been confirmed by an EPR study by Boutinaud et al. [68] and

it has been suggested that small variations in the concentration of these impurities in precursor

materials are responsible for the relatively poor reproducibility of the afterglow performance of

SrAl2O4:Eu
2+,Dy3+.

Solid state synthesis methods are the most-reported preparation techniques. The ions in SrO,

Al2O3 and rare earth oxides precursors interdiffuse during calcination at high temperature. The

required high temperatures are usually achieved in a tube furnace by conductive and radiative heat-

ing. Hydrogen (H2) or sometimes carbon monoxide (CO) gas is then added to the, respectively,

nitrogen (N2) or air atmosphere, as a reducing agent. This results in powders with good afterglow

properties but has the drawback of not being energy-efficient and irregular grains with micrometer

sizes are usually obtained. Alternatively, microwave-assisted solid state synthesis has been proposed

as a more energy-efficient alternative to create micrometer-sized powders and results in phosphors

with higher photoluminescence quantum efficiencies. [133–135] This implies the presence of fewer

detrimental crystal defects compared to powders obtained via the conventional solid state synthe-

sis. [134] Unfortunately, SrAl2O4:Eu
2+ suffers from degradation when exposed to water with the

luminescence intensity decreasing over time. [136] To counter this effect, post-synthesis, atomic layer

deposition of a thin Al2O3 or TiO2 coating has been applied to increase the moisture resistance of

the phosphor as required for outdoor applications. [137]

For some applications such as medical imaging, nano-sized particles are required. [43–45, 138]

Solution-based synthesis techniques such as combustion, [138–142] reverse micelle, [143] hydrother-

mal, [144] molten salt [145] and sol-gel [146] techniques have been developed and have proven to

be useful to synthesize nanosized particles. Also laser synthesis techniques yield nanosized particles

but the annealing at high temperature, required for the reduction of europium, results in the for-

mation of larger micron-sized agglomerates. [147, 148] A decrease in particle size is however often

detrimental for a phosphor’s performance and both bottom-up [141] as well as top-down [149–151]

synthesis techniques have resulted in inferior afterglow properties for SrAl2O4:Eu
2+,Dy3+ nanocrys-

tals compared to bulk. Recent results indicate that the decrease in intensity after intensive milling

(top-down) is a consequence of the oxidation of Eu2+. [151] Annealing the milled samples under

a reducing atmosphere leads to partial regeneration of the photoluminescence intensity but does

19



not yield a full recovery of the afterglow intensities. Even though the shallow traps responsible

for the afterglow seem to be affected by the milling, Kandpal et al. [149] reported an increase of

the optically stimulated luminescence intensity for the milled samples. [151] Overall these results

highlight the lack of knowledge concerning the chemical nature of the trapping defects, inhibiting

the creation of efficient SrAl2O4:Eu
2+,Dy3+ with dimensions in the nanometer range.

4 Phenomena related to trapping and energy storage

Until now the discussion has mainly focused on the spectral characteristics of SrAl2O4:Eu
2+,Dy3+.

However, the existence of persistent luminescence in Eu2+ activated SrAl2O4 was known even sev-

eral decades before Matsuzawa et al. [21] discovered the long afterglow performance of the codoped

SrAl2O4:Eu
2+,Dy3+,B3+. Both Palilla et al. [73] and Abbruscato [152] prepared SrAl2O4:Eu

2+ with

an excess of aluminum and noticed that the samples exhibited low levels of persistence lasting up

to a few seconds. As in all persistent phosphors, there is a multitude of luminescent phenomena

related to the charge carrier trapping in these materials. The trapped charges can be released

provided that enough energy is delivered to them and this energy can take the form of heat (after-

glow or thermoluminescence, with the former actually being isothermal thermoluminescence), light

(optically stimulated luminescence) or pressure (mechanoluminescence). The following paragraphs

contain an overview of the luminescence properties of SrAl2O4 under application of these different

stimuli.

4.1 Thermoluminescence

Thermoluminescence is an often-applied and seemingly simple technique to study the trap structure

in luminescent materials. During these experiments the phosphor is first exposed to excitation light

or ionizing radiation at a relatively low temperature. Next, the temperature of the phosphor is

usually linearly increased while the intensity of the emitted light is recorded. The shape and height of

the resulting glow curve depend on several experimental parameters such as the applied heating rate

(β) and the excitation conditions (wavelength, intensity, illumination time and temperature) and on

some sample-specific effective parameters such as the trap depth (∆Ed) and the so-called frequency

factor (s). [153] The results are often interpreted within the framework of a one-trapping/one-
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recombination center model which provides an analytical prescription for the TL intensity as a

function of temperature. [154] Materials in which the effect of retrapping can be neglected are said

to follow first-order kinetics and their thermoluminescence glow peaks are well-described by the

Randall-Wilkins equation [155,156]

I(T ) = n0
s

β
exp

(
−∆Ed

kT

)
× exp

(
− s

β

∫ T

T0

exp

[
−∆Ed

kT ′

]
dT ′

)
(1)

The resulting TL glow peak is slightly asymmetric when using a constant heating rate and the

temperature (Tm) at which the glow curve peaks, is independent of the dose (n0) to which the

phosphor was exposed. Garlick and Gibson [157] also explored the possibility that retrapping plays

a dominant role in which case the phosphor is said to follow second-order kinetics. In turn May and

Partridge [158] constructed an expression for so-called general-order kinetics for the cases in which

the TL glow curve cannot be described by first or second-order kinetics. The expression is a purely

mathematical prescription without any underlying physics and with an additional fitting parameter

which is called the general-order parameter (b). This mathematical prescription reduces to the

expression for first- and second-order kinetics upon choosing the correct value for b. However,

in practice most materials exhibit first-order kinetics and if deviating behaviour is observed it

can usually be attributed to the presence of multiple trapping defects, each with a specific trap

depth or even a continuous trap depth distribution. Quite often the persistent luminescence and

thermoluminescence of these materials can be adequately modelled using a set of discrete trap

depths obeying first-order kinetics. [159–161] Additionally there is also a lack of physical grounds

behind the use of higher-order kinetics to fit TL glow curves that result from an underlying trap

distribution and hence this should be avoided. [162,163]

Multiple measurement and analysis protocols have been developed over the years to extract trap

depths and frequency factors of the corresponding traps in the material. [153, 164]. One approach

is due to Hoogenstraaten [165,166] who proposed the variable heating rate method which relies on

the shift of the glow peak maximum to a higher temperature with increasing heating rates. For a

trapping defect that is characterized by a specific trap depth ∆Ed and frequency factor s, one can

derive the following expression from Equation 1:
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β∆Ed

kT 2
m

= s exp

(
−∆Ed

kTm

)
(2)

If TL glow curves are recorded at different heating rates and a ln(β/kT 2
m) vs. 1/Tm plot is

constructed it becomes possible to determine ∆Ed from the slope of the resulting curve.

Another accessible method to determine trap depths relies on the fact that at the low tempera-

ture side of the glow curve, during the initial rise, the temperature dependence of the TL intensity

is mainly determined by the first exponential term in Equation 1, i.e.

I(T ) ∼ exp

(
−∆Ed

kT

)
(3)

The trap depth can easily be determined by constructing a ln(I) vs. 1/T plot and fitting a

straight line to the linear part. [159, 167] As a rule of thumb only the part with an intensity lower

than 10% of the maximum intensity is used.

As mentioned before, in most persistent phosphors the situation is more complex due to the

presence of multiple, slightly different trapping centers resulting in a continuous trap depth distri-

bution. The broad and highly overlapping glow curves are then difficult to analyse, especially since

thermally stimulated detrapping can only be induced in a fixed order, going from shallow to deep

traps. Nevertheless, also for this case, several measurement procedures have been developed to un-

cover the underlying trap depth distribution. [159,167–170] Quite often these procedures consist of

a combination of the initial rise or variable heating rate method with a stepwise thermal annealing

or a gradual change in charging temperatures. When adopting the latter approach the effect of

thermal barriers for trapping should be carefully considered. [163]

Spectrally resolved measurements are of special interest for phosphors such as SrAl2O4:Eu
2+

that are characterized by multiple emissions, each with a different thermal behaviour (section 3.1)

or to identify contributions from impurity phases such as Sr4Al14O25:Eu,Dy. However, quite often

the detection is achieved using photomultiplier tubes or photodiodes and only some rudimentary

spectral information is obtained through the use of bandpass filters.

In general, thermoluminescence measurements are easy to perform but the quantitative analysis

and accompanying extraction of trap depths and frequency factors (two highly-correlated parame-

22



ters) is less straightforward and is often performed with little regard to the underlying physics (see

also Section 6). A notable example is the persistent (mis)use of computerized glow curve deconvo-

lution software to extract trapping parameters by fitting a certain number of first- or general-order

kinetics curves to a single broad and rather featureless glow curve. In contrast it would be good

practice to simultaneously fit a mathematical model to a complete set of independent thermolu-

minescence, afterglow and fading measurements obtained under different conditions to obtain a

consistent set of trapping parameters. [167]

TL in strontium aluminate phosphors

There are only a few reports dealing with deliberately non-codoped SrAl2O4:Eu
2+ and the reported

thermoluminescence curves are displayed in Figure 8. A considerable part of the thermoluminescence

intensity is located below room temperature which is in line with the short afterglow times for

SrAl2O4:Eu
2+ at room temperature. [171] Although obscured by different heating rates, charging

temperatures and dopant concentrations, some similarities can be identified by taking a closer look

at Figure 8.

The main thermoluminescence peak of SrAl2O4:Eu
2+ is situated between 160 K and 230 K

(Region II in Figure 8) and appears to have some substructure, the origin of which is not known. The

thermoluminescence profile in Figure 8a has a prominent contribution at even lower temperatures,

between 80 K and 140 K (Region I in Figure 8), which might be due to defects introduced by the

excess SrO added during synthesis. [152] The same feature can be recognized in Figure 8d and the

small shift in peak temperatures between the two curves can be explained by taking into account

the difference in charging temperatures. [154] Finally at higher temperatures, between 240 K and

300 K (Region III in Figure 8), there is evidence of a contribution of slightly deeper traps. The

thermoluminescence signal originating from these traps is most prominent in Figure 8e due to the

comparably high charging temperature of 190 K that was employed. The lack of a notable signal

above room temperature implies that the afterglow performance of the non-codoped SrAl2O4:Eu
2+

is not optimal, but the addition of codopants significantly changes the thermoluminescence curves.

A first considerable change of the thermoluminescence glow curves takes place upon the addition

of boron. In Figure 9 a thermoluminescence curve of SrAl2O4:Eu
2+ (Figure 9f) is compared to those
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Figure 8: Thermoluminescence curves of SrAl2O4:Eu
2+. Curves (a-c) have been reproduced from

Abbruscato, [152] curve (d) has been reproduced from Clabau et al. [172] and curve (e) has been
reproduced from Yoon et al. [120]. The heating rate β is indicated for each curve. The lowest
temperature at which the thermoluminescence is recorded is also the charging temperature. Full
experimental details can be found in the cited references.
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of SrAl2O4:Eu
2+,B3+ (Figure 9a-e) but a straightforward interpretation is somewhat hindered by

the large variations in heating rates used for these measurements. Firstly, it can be noted that the

incorporation of boron in the material induces a small shift towards higher temperature in the peaks

located in region II. Furthermore, the addition of boron significantly increases the intensity of the

signal in region III. The most notable change is, however, the appearance of a thermoluminescence

signal above room temperature between 340 K and 430 K (region IV in Figure 9). In general it

appears that the addition of boron yields deeper traps, either through the modification of already

existing shallow traps in SrAl2O4:Eu
2+ or through the creation of new ones above room temperature.

Additionally, Bierwagen et al. [173] observed that the incorporation of boron induces a broadening of

the TL curves which is attributed to an increase in lattice disorder resulting in multiple inequivalent

trapping centers.

The addition of dysprosium completely changes the thermoluminescence characteristics, as

shown in Figure 10, and the result is a broad and featureless thermoluminescence peak centered

around 310 K which is responsible for the material’s bright afterglow. The shape of the thermo-

luminescence curves of SrAl2O4:Eu
2+,Dy3+ remains unaffected by the addition of boron but as

discussed in Section 3.3 the thermoluminescence intensity greatly benefits from the use of this flux.

The thermoluminescence characteristics of SrAl2O4:Eu
2+,Dy3+,B3+ have been extensively inves-

tigated during the past two decades. The shape and position of the thermoluminescence curve

depend to some extent on the site on which Eu2+ is incorporated (Figure 10). Botterman et al. [59]

and Hagemann et al. [177] independently found that excitation of the EuSr1 center with blue light

(λex > 420 nm) leads to the net filling of deeper traps with respect to excitation with UV light,

which is effectively exciting Eu2+ on both Sr sites. More information about the wavelength de-

pendency of the trap filling is contained in the thermoluminescence excitation spectrum shown in

Figure 11. This spectrum represents the trap filling efficiency of each excitation wavelength and

completely overlaps with the Eu2+ photoluminescence excitation spectrum, but nevertheless shows

some distinct differences. Provided that the excitation intensity is kept constant over the complete

wavelength interval (or if variations in intensity are corrected for) these subtle differences between

the two types of excitation spectra can yield useful information on the optical properties of the

trapping defects.
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Figure 9: (a-e) Thermoluminescence curves of SrAl2O4:Eu
2+,B3+. Curve (a) has been reproduced

from Aitasalo et al. [174], curve (b) has been reproduced from Matsuzawa et al. [21], curve (c) has
been reproduced from Yoon et al. [120], curve (d) has been reproduced from Tsutai et al. [175],
curve (e) has been reproduced from Kato et al. [176]. Curve (f) is used as a reference for a glow
curve of SrAl2O4:Eu

2+ and has been reproduced from Clabau et al. [172]. The lowest temperature
at which the thermoluminescence is recorded is also the charging temperature. Full experimental
details can be found in the cited references.
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Figure 10: Thermoluminescence curves of SrAl2O4:Eu
2+,Dy3+,B3+ excited by 370 and 435 nm light

at 253 K and recorded at a heating rate of 0.2 K/s. The indicated regions are reproduced from
Figures 8 and 9 to emphasize the different temperature scale. Reproduced with permission from
Botterman et al.. [59] Copyright 2014 by the American Physical Society.

The broad thermoluminescence peak of SrAl2O4:Eu
2+,Dy3+,B3+ can be modelled by a trap

depth distribution extending from around 0.4 to 0.8 eV as substantiated by thermoluminescence

measurements at different charging temperatures or after partial thermal cleaning. [59,174,177,178]

This trap depth distribution ensures that the phosphor exhibits afterglow over a relatively large

temperature range when compared to materials characterized by a single trap. This is especially

important in view of some applications where the desired operating temperature range should be

large. One example are luminescent road markings which should feature sufficient afterglow both

during cold winter and hot summer nights. [22]

In addition to the well-studied thermoluminescence signals around and below room temperature

there are also deeper, more stable traps in the material that give rise to a thermoluminescence

signal above 600 K. [28,179–181] This thermoluminescence signal is largely affected by the thermal

quenching of the emission that sets in at 440 K and has therefore hardly been studied. It was,

however, recently shown that these traps, although thermally stable at room temperature, influence

the filling rate of the shallow traps due to their high trapping cross section leading to a preferential

filling. [182]

Recently, Bierwagen et al. [173] performed an extensive study of the effect of dopant concen-

trations, excitation wavelength and excitation temperature on the thermoluminescence properties
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Figure 11: Thermoluminescence and photoluminescence excitation spectra of
SrAl2O4:Eu

2+,Dy3+,B3+. The thermoluminescence excitation spectrum (TLES) is obtained
by integration of the glow curves between 300 and 400 K. The photoluminescence excitation
spectrum (PLES) is obtained by measuring the Eu2+ emission at 10 K. Reprinted from Bos et
al. [153]) with permission from Elsevier.

above 200 K. Their results are largely in line with the overview presented here and further emphasize

how difficult it is to compare thermoluminescence glow curves of SrAl2O4:Eu,(Dy,B) as their shape,

peak position and intensity depend on many variables, which should all be taken into account.

4.2 Optically stimulated luminescence

Optical stimulation of the phosphor can provide an alternative to thermally stimulated detrapping

and wavelength-dependent optically stimulated luminescence (OSL) measurements often deliver

additional information about the optical fingerprint of the trapping defects. In these experiments,

illumination of the charged phosphor with stimulation light provides the traps with additional energy

and induces an additional and accelerated release of trapped charges. This manifests itself as an

immediate increase in green luminescence which, like the afterglow, decays over time as the amount

of trapped charges becomes depleted. In contrast to thermal stimulation, optical stimulation allows

for a more selective emptying of traps provided that the different trapping defects have a specific

spectral or optical response.

This optical stimulation is usually achieved using LEDs or lasers but if this stimulation of the
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phosphor (usually with infrared light) is achieved using a grating spectrometer, a suitable longpass

filter should be positioned between the monochromator and the sample to avoid unwanted re-

excitation of the phosphor due to higher-order diffraction of UV or blue light. Moreover, when

using lasers with high power densities for the stimulation it is possible that some local heating takes

place. It is important to avoid or at least quantify this heating, as this will affect the shape of the

OSL decay curve.

Optical stimulation is often limited to illumination with infrared light while there is no a priori

reason to exclude higher energy light. One notable example is the finding that optically stimulated

detrapping by UV and blue excitation light is responsible for the phosphor’s limited storage ca-

pacity. [90] When moving towards higher energy stimulation light the overlap with the activator’s

excitation spectrum or the phosphors trap filling spectrum cannot always be avoided and extensive

modelling is often required to distinguish between all the different luminescence processes taking

place simultaneously. [90, 183]

OSL in strontium aluminate phosphors

For SrAl2O4:Eu
2+,Dy3+ it has been shown that OSL can be induced using infrared light covering a

broad wavelength range from 800 nm to 980 nm. [28,178,181,184] However, Jia et al. [185] expanded

the OSL measurements from the more conventional infrared wavelengths to visible and ultraviolet

wavelengths. This task is obviously complicated by the fact that this wavelength range overlaps with

the excitation spectrum of the Eu2+ and hence with the thermoluminescence excitation spectrum

(see Figure 11). [153] They performed pulsed OSL measurements and investigated the transients

of the green Eu2+ luminescence after a short pulse with 355 nm light. The luminescence decay

of the phosphor is shown in Figure 12 upon constant UV illumination, compared to the same

experiment without UV illumination. The latter consists of a slow decay with a characteristic time

of several hundred nanoseconds, which is in the typical range of Eu2+ decay times, as discussed

in Section 3.1. However an additional fast component with a decay time of ≈ 100 ns is found

if the phosphor is exposed to UV radiation during the experiment. These results were confirmed

by Pellé et al. [186] and in both works the fast component was tentatively ascribed to an OSL

process induced by the UV light. This interpretation agrees well with the finding by Botterman et
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al. [59] that the contribution of this short decay to the total intensity exhibits a similar temperature

dependence as the trap filling. The large difference in decay times for the photoluminescence and

OSL processes are explained by Jia et al. by considering that the presence of a local trap induces

additional non-radiative pathways. [185]

The idea of OSL induced by excitation light regained attention lately as it has been suggested

by Hagemann et al. [177] to explain the wavelength and temperature dependency of the steady

state luminescence intensities of SrAl2O4:Eu
2+,Dy3+,B3+. Van der Heggen et al. [90] also found

that the internal quantum efficiency of SrAl2O4:Eu
2+,Dy3+,B3+ is strongly intensity-dependent,

dropping from 71% to 54% with increasing excitation intensity. This was linked to a remarkably

high absorption cross-section of the filled traps which was found to be (2.16 ± 0.36) × 10−17 cm2

and (1.22 ± 0.17) × 10−17 cm2 at 375 nm and 445 nm, respectively. This absorption of the filled

traps in the UV or blue introduces an additional optical detrapping mechanism during the charging

of the phosphor and actively limits the storage capacity of SrAl2O4:Eu
2+,Dy3+. Moreover, this

effect has a large impact on the phosphor’s performance because the absorption cross-section of the

filled traps is considerably higher than that of Eu2+, which was found to be 3.60× 10−18 cm2 and

4.4× 10−19 cm2 by Van der Heggen et al. [90] and 9.8× 10−19 cm2 and 1.3× 10−19 cm2 by Delgado

et al. [89], for 375 and 445 nm, respectively. Despite the factor of three difference between these

values, which illustrates the difficulty to measure these quantities accurately, it shows that optically

stimulated detrapping can play a major and competitive role during charging.

Optical stimulation of the phosphor does not exclusively lead to emptying of traps but can also be

used to induce a redistribution of trap occupation, a process that is sometimes referred to as photo-

transfered thermoluminescence. Such an optically induced redistribution has already been identified

in chromium doped lithium and zinc gallates [187,188] and yttrium aluminum gallium garnets [189]

and also in SrAl2O4:Eu
2+,Dy3+, but only under green illumination. [182] This phenomenon could

potentially be used to increase the luminescence output of persistent phosphors by transferring

charges from deep traps to more shallow, thermally accessible traps.
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Figure 12: Photoluminescence decay of SrAl2O4:Eu
2+,Dy3+ monitored at 520 nm and measured

under 355 nm pulsed excitation with and without continuous illumination by a 4W UV lamp.
Reprinted from Jia et al. [185]) with permission from Elsevier.

4.3 Mechanoluminescence

Mechanoluminescence (ML) refers to light emission from solids upon any kind of mechanical stimu-

lus. [190–195] The phosphors are usually embedded in transparent binders, such as resins or glasses

to facilitate stress transfer to the phosphor microparticles. While it is known that external stress

can generate charge carriers at the surface of the binder or at the binder-phosphor interfaces which

can ultimately result in luminescence, [196–198] in the following we will only focus on recoverable

mechanoluminescence upon elastic deformation (sometimes called elasticoluminescence), a process

that is directly related to the charge trapping in some persistent phosphors. [192,199] This process is

quite similar to TL or OSL as the application of a mechanical stimulus can induce detrapping which

leads to luminescence but only when the phosphor is exposed to excitation light first. Due to its

unique nature, ML can serve as a probe to reveal the subtle interactions among traps, luminescent

centers, and the host crystal of the ML phosphor.
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ML in strontium aluminate phosphors

In 1999, Xu et al. [200] found that SrAl2O4:Eu
2+ shows strong ML upon application of a linear

compressive stress profile. [200, 201] It was later found that monoclinic SrAl2O4 is the only phase

in the Al2O3-SrO phase diagram that demonstrates ML upon doping with Eu2+. [202] It was also

observed that the ML intensity is proportional to the magnitude of the effective stress during loading.

The ML emission spectrum is the same as that of photoluminescence spectrum implying that Eu2+

is the emitting center. The temporal resolution, which is limited by the photoluminescence decay

time of Eu2+, can reach the sub-millisecond regime according to several time-resolved experiments.

[203–205] Apart from Eu2+, Ce3+ ions can induce ultraviolet ML in monoclinic SrAl2O4, and

the sensitivity can be quadrupled by co-doping with Ho3+. [206] Infrared ML can be achieved in

SrAl2O4:Eu
2+ by co-doping with Er3+ [207] or Nd3+ [208] ions.

The sensitivity of SrAl2O4:Eu
2+ is evidently dependent on the properties of the traps that are

responsible for ML. Hence, synthesis procedures can, in principle, be carefully designed to tai-

lor the desired properties. Tu et al. [209] reported that H3BO3, which is often used as a flux in

SrAl2O4:Eu
2+ preparation (Section 3.3), can almost triple the sensitivity by increasing the trap

density and altering the trap depth distribution. The codopant Dy3+ also leads to a higher sen-

sitivity and a higher saturation threshold. [37] Co-doping with Zr4+ was found to increase the

sensitivity of SrAl2O4:Eu
2+ in the small strain range (∼ 10−4). [210, 211] Zhan et al. [212] found

that swift heavy ion irradiation enhances the persistent luminescence and ML by increasing the

trap density. [212,213] At the device level, the sensitivity of a ML sensor can be improved by opti-

mizing the load transfer from the binder to ML particles. This can be achieved by utilizing stiffer

binders [214,215] or by enhancing the bonding at the binder-phosphor particle interfaces. [216,217]

The ML intensity under a given stress profile is presumably linked to the kinetics of trapped

electrons that are also responsible for persistent luminescence, thermoluminescence or optically

stimulated luminescence. A linearly increasing stress (i.e., a ramp) or a sinusoidal stress is often

applied to reveal the characteristics of the ML intensity. Xu et al. [201] identified a linear relationship

between ML intensity and stress during a ramp. Kim et al. [218] confirmed this relation but

showed that only the effective stress (namely von Mises stress) contributes to ML, while Dubernet

et al. [219] argues that hydrostatic stress also causes ML from SrAl2O4:Eu
2+ particles embedded
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in a glass matrix. In contrast, Rahimi et al. [220] found a quadratic relationship between ML

intensity and stress. Recently, Azad et al. [221] demonstrated the possibility to visualize full-field

strain by ML intensity (as illustrated in Figure 13(a)). Once again, they observed a quadratic

relationship between the ML intensity and the effective strain for ramps with various loading rates

(Figure 13(b)). [221] These findings indicate a nonlinear nature of ML intensity as a response to

stress profiles. To clearly observe this feature, it is beneficial to adopt a constant stress profile after

the ramp reaches its maximum. Under such a stress profile, the ML intensity was found to decay

with time yet at a rate which is faster than that of the stress-free persistent luminescence under

same charging conditions. [215, 219, 220, 222, 223] This decaying trend of ML under constant load

has been detected in ML phosphors other than SrAl2O4:Eu
2+ as well, such as (Ba,Ca)TiO3:Pr

3+,

[224] BaSi2O2N2:Eu
2+, [225] (Ca,Sr)Al2Si2O8:Eu

2+,Pr3+, etc. [226] Furthermore, for a repetitive

triangular stress profile, the ML intensity at the maximum stress decreases with increasing cycling

number N but can restore to the initial value (N = 1) after sufficient optical charging. [227] The

implication from these findings is at least two-fold. The ML intensity seems to be a nonlinear

function of the stress profile and it depends on the stress history as well. This poses intrinsic

difficulties to infer stress/strain from the measured ML intensity. Moreover, the ML intensity is

obviously related to the same trapping and detrapping processes as the persistent luminescence.

The nonlinear behavior is directly associated with the detrapping process. This is illustrated by

the ML intensity resulting from a sinusoidal stress which follows a decaying trend and a sinusoidal

response with decreasing magnitude (Figure 14(a), for frequency f = 1 Hz). [228] The magnitude of

the Fourier transform of the ML intensity exhibits higher-order harmonics (Figure 14(b)). A slight

phase lag and hence a hysteresis were found between the ML intensity and the stress input, sug-

gesting a non-instantaneous input-output relation. This reveals the intrinsic feature of the kinetics

of trapped electrons since no phase lag was found for the stress-strain curve of the sensor. Using

strong UV charging during loading, Sohn et al. [229] managed to remove the decaying trend and

the decay of the magnitude of the harmonics in the ML intensity. The phase lag disappeared and

the ML intensity was then proportional to the maximum stress for a trapezoid stress profile. It is

therefore plausible that the stress empties the same pool of trapped electrons, and the subsequent

recombination at the luminescent centers produces ML. Hence, a constant ML response magnitudes
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Figure 13: ML intensity under a ramp load. (a) For a ML intensity map corresponding to loading
level of 5350 N during a ramp, the effective strain ϵ2eff estimated from the ML image agrees with
the one obtained from finite element (FE) simulation. (b) The instantaneous ML intensity is
proportional to effective strain square ϵ2eff during ramps with various load rates. Reproduced from
Azad et al. [221] with permission.
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Figure 14: ML intensity under a sinusoid stress. (a) Under a sinusoid stress (1 Hz, top panel),
the ML intensity (bottom panel) is characterized by a decaying trend (depicted as dotted line)
and oscillations with decaying magnitudes. (b) The Fourier transform spectrum shows high-order
harmonics. Reproduced from Sohnet al. [228] with permission.
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can be expected when the density of trapped electrons remains constant because of strong charging.

One obvious drawback of this approach is the small signal-to-background ratio as the photolumi-

nescence intensity is much stronger than that of ML. It is noteworthy that this approach is of great

interest to investigate intrinsic ML responsivity of phosphors.

Several luminescence mechanisms, accompanied by mathematical models, have been proposed

to account for ML intensity as a response to stress loading. Unfortunately, a convincing quantitative

model, capable of explaining and predicting all the ML features, is still lacking. Initially, Xu et

al. [230, 231] proposed that ML originates from the recombination between holes and electrons

which are detrapped due to internal electric fields upon deformation. They found large spontaneous

strains [230] and also twin-boundaries [231] in SrAl2O4:Eu
2+ and argued that these structural

features favor (local) piezoelectricity. Similarly an increase in dislocation density appears to favour

the ML intensity at the expense of the stress-free afterglow. [232] This suggests a close connection

between the occurrence of efficient ML and the non-centrosymmetric (i.e. piezoelectric) symmetry of

the crystalline host. For example, Hara et al. [233] recently found a positive correlation between ML

intensity and the piezoelectricity coefficient in the Li1−xNaxNbO3:Pr
3+ phosphor. With this in mind

it is interesting to note that of all the phases in the SrO-Al2O3 phase diagram, only the monoclinic

SrAl2O4 is non-centrosymmetric and as stated before, the other phases do not exhibit efficient ML.

Chandra et al. [234, 235] proposed that piezoelectricity facilitates detrapping by reducing the trap

depth and that ML intensity should be proportional to the mechanical power (i.e. the product of

stress and stress rate). This model fails to predict a decaying ML intensity under a constant stress.

Dubernet et al. [223] modeled the luminescence output by first-order detrapping kinetics with a

time-dependent rate coefficient. Aiming to account for mechanical detrapping, this rate coefficient

was modeled as the convolution between the absolute mechanical power (i.e. the product of stress

and stress rate). and a stretched exponential creep function. The parameters of this model were

fit to an initial loading experiment. Subsequently, the model was able the predict the ML response

under a more complicated stress profile, including a plateau of constant stress. Under the same

theoretical framework, Dubernet et al. [219] found that another creep function, borrowed from the

Zener model for viscoelasticity, can account for ML intensity under their loading conditions as well.

Kim et al. [236] simulated the ML from a set of differential equations for electron kinetics among
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traps and luminescent centers, assuming that the detrapping rate coefficient was proportional to

the stress rate. This model predicts a quadratic-like, non-linear function of the ML intensity under

a ramp but no prediction of ML response under constant stress was given.

Key ingredients are still missing in these models. Firstly, the model should fully account for the

persistent luminescence decay profile under stress-free conditions. This requires a correct treatment

of the detrapping kinetics, which could be within a local or global model (Section 5.3), and of the

trap depth distributions as well. Secondly, the role of mechanical detrapping remains vague. It is

debatable whether it increases the detrapping rate coefficient or reduces the trap depth. In any

case it is important to verify that no other mechanisms are wrongly interpreted as ML. One notable

example is the recent discovery that the light emitted by a persistent phosphor under exposure to

an ultrasound beam is in fact not due to mechanical stimulation as was first conjectured, [212] but is

essentially due to local ultrasonic heating and is hence a special form of thermoluminescence. [160]

5 Identifying the requirements for a correct model from experi-

ments

Over the past twenty years several models have been proposed to explain the persistent luminescence

and the related phenomena in various compounds. The most popular models are due to Matsuzawa

et al. [21], Aitasalo et al. [237, 238], Dorenbos [239] and Clabau et al. [87]. These models differ

in many ways but the most important differences concern the type of charge carrier involved in

the trapping (holes or electrons), the nature of the trapping (local or global) and the chemical

nature of the traps (intrinsic or extrinsic defects). We will not describe these models in detail

as this has already been done by e.g. Van den Eeckhout et al. [16] or Vitola et al. [60] but we

will rather try to identify the requirements to which a model describing the afterglow process in

SrAl2O4:Eu
2+,Dy3+,B3+ should adhere. In Section 6 the theoretical considerations behind the

different models found in literature will be discussed in detail.
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5.1 The role of europium

The first thing to consider is the wavelength-dependence of the trapping process. Several persistent

and thermoluminescence excitation spectra [29,177,179,240] have been measured (see e.g. Figure 11)

and it was found that these excitation spectra closely match the photoluminescence excitation spec-

trum of Eu2+ in SrAl2O4, irrespective of the codopants and irrespective of the crystallographic site

on which the activator is incorporated. The small difference between the onset of the persistent

luminescence and the photoluminescence excitation spectrum described by some authors is some-

times attributed to the inability of light of longer wavelengths to induce photoionization of the Eu2+

but it should be considered that this discrepancy might simply be the result of the limited sensi-

tivity of the detection systems that were used to measure the afterglow or thermoluminescence.

Additionally, also a thermal barrier for trapping might introduce a temperature and wavelength

dependent behaviour. [163] A detailed study on the wavelength and temperature dependence of

the trap filling by Hagemann et al. [177] and Botterman et al. [59] showed that trapping is to a

large extent thermally activated. [171] The size of this effect depends, however, on which site Eu2+

is incorporated: excitation with wavelengths higher than 420 nm, exclusively exciting EuSr2, only

induces trapping above 170 K whereas excitation with wavelengths lower than 420 nm, exciting

both EuSr1 and EuSr2, induces trapping at lower temperatures as well.

EPR measurements further indicate that the concentration of Eu2+ decreases upon UV expo-

sure and increases again when the excitation is stopped. [87] Similar results were also found in

SrS:Eu. [241] We therefore conclude that excitation of Eu2+, incorporated on either of the two

crystallographic sites, is necessary to induce trapping in case light with sub-bandgap energy is used.

Models such as the one by Aitasalo et al. [237] that conjecture an energy transfer from trapping de-

fects (other than Eu2+) to Eu2+ are unable to explain the similarity between persistent luminescence

and photoluminescence excitation spectra.

The situation is different upon exposure to ionizing radiation (with an energy larger than the

band gap energy EG), directly producing electron-hole pairs, removing the need of direct Eu2+

excitation. In this case, more possibilities for energy storage are generated compared to the direct

excitation of Eu2+. However, X-ray Absorption Near Edge Structure (XANES) experiments indicate

that also upon X-ray excitation, Eu2+ will act as a hole trap and subsequently as a recombination
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center. [242,243]

5.2 Electron or hole trapping?

There is a general consensus that the trapping process is accompanied by the release or uptake

of an electron by the luminescence activator, which undergoes oxidation or reduction. From the

viewpoint of the transferred charge carrier, this is termed electron or hole trapping, respectively.

In the case at hand, Eu2+ is the activator, so electron (hole) trapping would correspond to the

formation of a metastable Eu3+ (Eu+) center, respectively.

Abbruscato [152] performed Hall-effect measurements and suggested that excitation of Eu2+ is

followed by the delocalization of a hole which is then successively trapped at a defect. Matsuzawa et

al. [21] added more experimental indications to this theory using photoconductivity measurements

under non-uniform illumination. These two independent measurements constitute the only evidence

in favor of a trapping mechanism based on the transfer of holes. However, a model based on hole

trapping would imply the formation of Eu+ when the phosphor is exposed to UV light and both

Clabau et al. [87, 172] and Dorenbos [239] correctly noted that the resulting valence states of the

dopants after hole trapping (i.e. Eu+ and Dy4+, assuming that Dy3+ is the redox partner of Eu2+)

are chemically unstable. Following this reasoning, the hole trapping model quickly lost its initial

popularity in favor of an electron trapping model (see Figure 2(a)). Later on, XANES measurements

indeed indicated that no Eu+ is formed under X-ray exposure but confirmed that Eu2+ is oxidized

to Eu3+. [242,243]

This implies that the effect observed during the photoconductivity experiments by Matsuzawa

et al. [21] and the Hall-effect measurements by Abbruscato [152] are of a different physical origin.

The results by Matsuzawa et al. [21] are reproduced in Figure 15 and it is clear that the photo-

conductivity signal gradually increases with temperature and no abrupt characteristics related to

thermoluminescence peaks are observed. [21] Quite the contrary, the signal levels off when room

temperature is reached, i.e. when the afterglow gets stronger. The thermal quenching profile of

the blue Eu2+ emission, which is reproduced in Figure 15 as well, does however exhibit a similar

temperature dependency as the photoconductivity. This suggests that the photoconductivity sig-

nal measured by Matsuzawa et al. might be related to the thermal quenching of the blue emission
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Figure 15: Thermal quenching (TQ) of the blue emission band under 370 nm excitation (data
reproduced from Botterman et al. [59]) and the temperature dependence of the photoconductivity
(PC) under continuous UV illumination (data reproduced from Matsuzawa et al. [21]).

from the EuSr1 center. The slowly decaying photoconductivity signal after excitation has stopped,

can then be attributed to the population and simultaneous quenching of the excited states of the

EuSr1 center following detrapping. This interpretation is in line with the results from a detailed

wavelength and temperature dependent investigation of the photoconductivity by Ueda et al. [75]

and indicates that trapping and detrapping in SrAl2O4:Eu
2+,Dy3+ can to some extent be regarded

independently from photoconductivity and thermal quenching of Eu2+.

5.3 Local or global model?

The question remains whether the charge transfer from Eu2+ to the trapping defect and back

happens via a localized transition or whether an intermediate electron delocalization, i.e. the

involvement of the conduction band of the host, is required. In the former case, sometimes called

the local model, the activator and trap have to be in close proximity because there is a distance-

dependency in trapping and detrapping probability. In the latter case, called the global model, the

electron can freely move through the conduction band to a remote trapping defect with a vanishing

distance-dependency (see Section 6.1.2). The main argument in favor of the so-called global model

is the existence of photoconductivity during the afterglow of the phosphor. As explained above,

however, it seems that both phenomena do not necessarily share a common origin. The most

important argument in favor of a global model is hence not supported by experiment.
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The finding that excitation of EuSr1 or EuSr2 leads to the filling of different traps (see Figure 10)

favors a local model because in a global model all trapping defects are shared between both types of

Eu2+ centers. It should however be stressed that some caution should be exercised when interpreting

the results in Figure 10, as optically stimulated detrapping by excitation light might also contribute

to the wavelength dependence of the thermoluminescence signal. More arguments in favor of a

local model have been proposed. Charging curves have, for example, been succesfully fitted with a

mathematical prescription that is derived from a local model [183,244] and a small time-dependent

redshift in the afterglow spectrum has been reported that can be attributed to a correlation between

the local crystal field of Eu2+ and the trap depth, suggesting the presence of the trapping defect in

close proximity to the Eu2+ ion. [87]1

Despite the above arguments, no direct and unambiguous measurements of the interaction range

between activators and traps exist, illustrating the difficulty to access this information experimen-

tally.

Ab initio theoretical methods carry the potential to help answering this issue even if the computa-

tional challenges are enormous. Some first steps towards the understanding of trapping phenomena

have recently been taken by ab initio multiconfigurational calculations on the structurally more

symmetric cases of CaF2:Eu
2+,Ln3+. [246, 247] Systematic calculations of metal-to-metal charge

transfer states (MMCT) involving Eu2+ as electron donor and the trivalent lanthanide codopant as

electron acceptor revealed that trapping can be expected for Eu2+, Sm3+pairs in this host. [246]

Interestingly, no intermediate electronic state is required and the initial (Eu2+-Sm3+) and final

(Eu3+-Sm2+) states are bridged directly. Moreover, it was shown that the energy cost to further

excite the 5d electron to the conduction band amounted to 7.60 eV, which is too high for pho-

toionization. [247] These calculations were able to explain all experiments related to trapping and

detrapping in this model system. Furthermore, the picture that emerges from it is simpler than

the conventional picture involving the conduction band as less steps are required during trapping

and detrapping. It remains an open question to what extent these conclusions can be transferred

to conventional persistent phosphors such as the aluminates discussed here.

1In contrast, a blueshift of up to 10 nm has been reported by Hölsä et al. [245] in CaAl2O4:Eu,Dy but it seems
that this was the result of a slow scanning speed during the recording of the afterglow spectrum without correction
for the decaying afterglow intensity as more recent reports do not mention the existence of such a shift. [174,237,238]
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5.4 Nature of the trapping defects

It has been shown by combined X-ray spectroscopy and radioluminescence spectroscopy that Dy3+

is reduced to Dy2+ during the charging of persistent luminescent aluminates, [243]

Eu2+ +Dy3+
X-rays
violet

−−−−⇀↽−−−−
IR
kBT

Eu3+ +Dy2+. (4)

As discussed slightly further in this section, this confirms the often conjectured, direct involve-

ment of the trivalent lanthanide dopant in the trapping process. However, this does not com-

pletely resolve the puzzle as a remarkable persistent luminescence is also found in non-codoped

SrAl2O4:Eu
2+ when prepared under the correct conditions, [73,120,152] suggesting the involvement

of native defects in trapping. The most important requirement for a defect to qualify as a trap is

that it can adopt at least two charge states, i.e. that it can undergo a (photo)redox reaction with

the Eu2+ activator. In the following, some insightful works on the nature of the trapping defects

are elaborated.

Intrinsic and charge-compensating defects

Many reports on the chemical nature of the traps are based on charge-compensation arguments

concerning the trivalent codopants or on conclusions drawn from slight variations in afterglow

performances upon deviation from the ideal 1:2:4 stoichiometry in SrAl2O4. Although the reasoning

behind these arguments seems plausible, it is known that synthesis-property relations in this class of

luminescent materials exhibiting trapping suffer from a poor reproducibility, making these findings

inaccurate. More direct evidence on the nature of the traps is unfortunately mostly lacking.

A promising technique to tackle the identification of these intrinsic electron trapping defects

is EPR spectroscopy. Hölsa et al. [248] performed EPR measurements on undoped and europium

doped CaAl2O4 and found evidence for electron trapping, supposedly by anion vacancies. Takeyama

et al. [249] performed similar measurements on undoped and dysprosium doped SrAl2O4 in com-

bination with in situ illumination with UV light. They found three different paramagnetic defect

centers in SrAl2O4: an anistropic hole trapping center (g = 2.007), an electron trapping center

(g = 1.999) and, based on the hyperfine splitting of the third signal, a hole trapped on [AlO4]
−
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(g = 2.0075). Slight variations in stoichiometry of undoped SrAl2O4 indicate that the electron

trapping defect is an oxygen vacancy while the hole trap is a Sr-vacancy. These two signals exhibit

a transient behavior in SrAl2O4:Dy3+ lasting up to several hours after illumination with UV light

has stopped, indicating that these defects might be involved in the afterglow process. In addition,

changes in decay times of the EPR signals upon Dy3+ addition suggest that the codopant is needed

to stabilize the trapped charges. Unfortunately, no time profiles of the persistent luminescence were

provided to allow for a one-on-one comparison of the decay kinetics.

Thermoluminescence measurements on SrAl2O4:Eu
2+ by Bierwagen et al. [173] suggest that

boron stabilizes additional F-centers and leads to the creation of deep oxygen related trapping cen-

ters. Furthermore they found that the 5D0-
7F1 emission band of Eu3+ is strongly inhomogeneously

broadened, suggesting that charge-compensating defects are most probably in the first coordination

sphere of Eu3+. Based on classical (i.e. non-quantum), semi-empirical Mott-Littleton calculations

of dos Santos et al. [250] it was postulated that this charge compensating defect corresponds to an

oxygen interstitial in one of the voids in the structure of SrAl2O4. [251]

Density functional theory (DFT) calculations on defective supercells, subject to periodic bound-

ary conditions, are increasingly popular to describe native, charge-compensating or substitutional

defects. [107, 131, 252–254] Due to the nature of DFT, its scope is limited to (single-reference)

ground-state properties such as equilibrium geometries, elastic constants, vibrational modes, but

also defect formation enthalpies and hence charge-state transition levels. [255] This technique was

recently applied to obtain charge-state transition levels of a selection of native point defects in

SrAl2O4 and Sr4Al14O25:Eu
2+,Dy3+ crystals. [256,257]

Finley et al. [256] focused on isolated anion and cation vacancies in SrAl2O4 and they pointed

out that oxygen vacancies induce charge-state transition levels in the range of 0.5-0.6 eV below

the conduction band, which agrees with typical trap depths extracted from thermoluminescence

experiments. For both aluminate hosts, it was established that oxygen vacancies form negative-U

defects, meaning that electrons will be trapped and released in pairs, indicating that one vacancy

can, and must, accommodate the electrons of two Eu2+ donors. [258] Interestingly, these calculations

indicate that a rich variety of native defects, covering different chemical natures, but also multiple

non-equivalent crystallographic sites, give rise to charge-state transition levels in the band gap and
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hence are potential traps. This conclusion can be generalized to virtually any crystal, especially fea-

turing a low symmetry, indicating that there is more to a suitable host for persistent luminescence

than one or several point defects with their charge-state transition levels at a suitable depth with

respect to the valence or conduction bands. Additionally, it should be remarked that a discrete trap

depth energy, as obtained from this type of DFT calculations is hard to compare to experimental

observables such as afterglow or TL profiles. A significant parameter correlation exists between

trap depth energies (∆Etr) and frequency factors (s) in curve fitting (see Equation 1), obscuring

the meaning of their exact values. Calculating frequency factors from DFT is less straightforward,

it is even not clear whether single-barrier-model-derived expressions are suitable to achieve a mi-

croscopic understanding of temperature-dependent processes. Nonetheless, promising results have

been recently achieved in understanding non-radiative dynamics by detailed vibrational analysis of

DFT calculations. [259,260]

Apart from isolated point defects such as VO, VSr, Sri, which are the obvious suspects, extrinsic

defects and defect clusters related to the boron flux have been proposed as trap as well. [51,118] In

addition to these, other extrinsic defects can be incorporated during the high-temperature synthesis.

Particularly, hydrogen (H) is a notorious impurity in semiconductor physics where its amphoteric

character is known to strongly impact charge carrier dynamics. [261,262] In many cases H2 gas is used

as reducing agent during solid state synthesis (see Section 3.4), making it plausible that H impurities

are incorporated, presumably interstitially (Hi) as in the case of the well-studied semiconductors.

[261,262] The difficulty to identify H with standard structural and analytical techniques makes this

a hitherto overlooked possibility.

Ln3+ codopant

The direct involvement of trivalent lanthanides in the electron trapping mechanism of several Eu2+

doped phosphors had already been suggested by Matsuzawa et al.. [21] Initial attempts to prove

this using X-ray absorption techniques provided no convincing evidence for valence changes of the

trivalent codopants [104,242,263–265] which incorrectly led to the suggestion that electron trapping

either takes place on intrinsic defects or via the creation of Ln3+ + e− pairs. These hypothetical

states are reminiscent of impurity trapped exciton (ITE) states, originally hypothesized by McClure
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Figure 16: Time evolution of the lanthanide oxidation states, relative to the total [Eu]+[Dy] content
from high energy resolution fluorescence detected X-ray absorption near edge structure (HERFD-
XANES) on Sr4Al14O25:Eu

2+,Dy3+ (a). The X-ray beam is switched on at time t = 0. Simultane-
ously, the luminescence intensity is probed for Eu2+ (broadband emission in 450–550 nm range) (b)
and Dy3+ (line emission in 550–600 nm range). Reproduced from Joos et al. [243] with permission.

and Pedrini in a different context [266], i.e. excited states of Ln2+ ions where one valence electron

occupies a more diffuse orbital, leading to a shorter equilibrium bond length, comparable to the Ln3+

species. [267] ITE’s have been studied for several lanthanide ions [93,267–269], however no evidence

has been found that these states can be metastable, as required to induce persistent luminescence.

The involvement of the trivalent codopant was also hypothesized by the electron trapping mod-

els by Clabau and Dorenbos (see Section 5.2) in 2005-2007. [87,172,239] This model rapidly gained

importance in literature (see Figure 2(b)), however the hypothesis could not be proven for a long

time due to a lack of direct experimental evidence. Only recently, Joos et al. [243] performed X-

ray spectroscopy experiments on Sr4Al14O25:Eu
2+,Dy3+ and direct evidence for Eu2+/Eu3+ and

simultaneous Dy3+/Dy2+ valence changes was collected (see Equation 4 and Figure 16). During

these experiments, the dynamic equilibrium in Equation 4 could be shifted to the right (stimulating

trapping by 4f7 → 4f65d1 excitation of Eu2+) or left (stimulating detrapping by 4f10 → 4f95d1

excitation of Dy2+) by illumination with violet and infrared lasers, respectively. Importantly, the

identified photoredox process showed the same time-evolution as the charging of the radiolumines-
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cence of Eu2+ (Figure 16(b)) and a small decrease in the radioluminescence of Dy3+ (Figure 16(c)),

evidencing that this process indeed underlies the trapping and detrapping. Further analysis showed

that a large fraction of the electrons coming from europium are trapped by dysprosium suggesting

that, at least in the codoped materials, the contribution of intrinsic or charge-compensating defects

to the trapping process in Sr4Al14O25:Eu
2+,Dy3+ is limited.

It is generally assumed that only two species are involved in the trapping and detrapping pro-

cesses, i.e. the activator and the trap. This assumption has not been verified and it cannot be

excluded a priori that an intermediate state is formed where the transferred electron is temporarily

localized at an auxiliary defect that bridges between the Eu activator and the (Dy) trap. This

auxiliary defect can be fixed in the crystal structure or be mobile in the vicinity of the activator

and the trap. This hypothetical mechanism corresponds to local trapping as the electron is never

delocalized. A notable example of a charge-compensating defect which is known to participate in

electron transfer processes and which is mobile at the same time is a fluoride interstitial, Fi, in

fluorite-type crystals. [269, 270] Unless LnF3 precursors are used for synthesis, fluorine-related de-

fects are not expected in aluminate phosphors, however it is thinkable that interstitial hydrogen, Hi

(see Section 5.4), can play a similar role. In any case, dedicated experiments are required to clarify

whether these kinds of mechanisms are at play.

6 Energy level models for persistent luminescence

Numerical models that describe the dynamics of trapping and detrapping phenomena such as the

Randall-Wilkins model [155] for first order kinetics (see Section 4.1) make no explicit assumptions

on the underlying energy level structure and consider a generic few-level system which is strongly

simplified compared to a real electronic structure. As a consequence, these models make no assump-

tions on the chemical details provoking trapping and detrapping and their usefulness to optimize

existing or engineer new persistent phosphors is therefore limited.

As such, there is a strong demand for an adequate atomistic model that explains trapping and

detrapping phenomena and takes the full chemical detail of the crystal with its relevant defects and

impurities into account. As argued in a previous paragraph, there is no direct experimental evidence

that indicates whether trapping/detrapping occurs either locally or globally. Nonetheless, models
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Figure 17: Qualitative overview of how global and local trapping models can be represented in
orbital (single-electron) and multi-particle energy level schemes for electron trapping from Eu2+ to
a trap DQ (see Eq. 5). In all cases, electron trapping at a defect D is represented. In a local model,
the transfer is direct, without intermediate states, while in a global (i.e. non-local) model, the
electron is delocalized on the cationic sublattice (represented by the metal-to-metal charge transfer
(MMCT) with host cation M, i.e. the CB in single-electron language). The relative energies in
these energy level schemes were arbitrarily chosen to clearly visualize the possible mechanisms and
it should be noted that these do not necessarily correspond to physical reality.
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involving delocalized conduction band (CB) electrons or valence band (VB) holes are ubiquitous in

literature, and delocalized (i.e. global) models beat local models in terms of popularity by far. In

the following, both perspectives are discussed and the possible theoretical frameworks that can be

used to describe them are elaborated. Finally, two popular examples from literature are discussed

in detail and their successes and shortcomings are highlighted.

6.1 General theoretical considerations

6.1.1 Orbital vs. multi-particle energy level schemes

Before resorting to the more detailed discussion below, it is useful to briefly elaborate on the

quantum mechanical origin of energy level models. Regardless of the local or non-local character of

the trapping, two distinct and mutually incompatible types of energy level schemes exist, orbital (i.e.

single-electron) and multi-particle diagrams. [271] Figure 17 gives a qualitative picture of orbital

and multi-particle energy level schemes, applied to a local and global model for electron transfer

from Eu2+ to a trap of unspecified chemical nature, given by following redox process:

Eu2+ +DQ trapping−−−−−−⇀↽−−−−−−−
detrapping

Eu3+ +DQ−1, (5)

where electron trapping is assumed (i.e. Eu2+ is oxidized to Eu3+ during trapping) in accordance

with the experimental evidence (see Section 5.2) and a generic trapping defect D with equilibrium

charge Q is used. If D = Dy and Q = 3, the experimentally verified process from Equation 4 is

retrieved.

Orbital or single-electron diagrams follow from a mean-field description of an electronic sys-

tem. [272, 273] This means that complex electron-electron repulsion interactions are approximated

by a mean field that affects every electron individually. Orbital states are displayed on an energy

scale, indicating the binding energy of the individual electrons and every orbital can either be oc-

cupied by an electron (or two electrons with anti-parallel spins if no magnetic or spin-orbit effects

are considered) or be empty. Atomic and molecular orbital diagrams [274], e.g. in ligand field the-

ory [275], as well as band diagrams in solid state physics [276,277] are prototypical examples. Given

a number of electrons, the lowest-energy orbitals are filled according to Fermi-Dirac statistics up to
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the Fermi level which coincides with the 4f orbitals in case of a lanthanide-doped insulator (7 out

of 14 are filled in the Eu2+ ground state). [278] Excited states can be represented as particle-hole

excitations, where an electron is moved from below the Fermi level to an empty orbital above the

Fermi level. This is illustrated for a local and global trapping model in Figure 17(a,b). Due to

the mean-field approximation which is inseparably connected to their notion, orbital diagrams are

fundamentally unable to represent a quantitatively correct picture of a compound and its excited

states. Firstly, electron correlation effects lead to a breakdown of the mean field approximation and

physical eigenstates cannot be represented by a single electron configuration, requiring considerable

contributions from multiple configurations. [279,280] This is especially the case for lanthanide and

transition metal systems [281–284], notably the systems of interest. Secondly, even if every excited

state could be represented by an orbital diagram, which is not true for the first reason, different

orbital energies are required for every distinct state because the particle-hole excitation affects the

mean field itself. [285] These reasons indicate why an orbital diagram is not expected to lead to

quantitatively correct explanations, e.g. the energy of spectroscopic transitions such as an Eu2+

4f7 − 4f65d1 transition do not correspond to the orbital energy difference between the 4f and 5d

orbitals. [93] As such, also qualitative models based on orbital diagrams should be treated with the

highest caution.

Due to the ambiguity that arises from the use of orbital states for excited state of correlated

electrons and electron transfer processes, the concept of charge-state transition levels is often used

to visualize the redox chemistry of dopants in a single-electron picture, i.e. with valence and

conduction bands. These levels were introduced by Shockley and Last in 1957 as a generalization of

the orbital impurity levels (like they occur in the Luttinger-Kohn [286] or Slater-Koster [287, 288]

models for defects) to circumvent the above-mentioned problems for defects that adopt multiple

charge states. [289] They are pragmatically defined as the Fermi level location at which the impurity

changes its charge state to minimize the total free energy of the system. As such every charge-state

transition level is labeled by two charge states (e.g. Ln2+/Ln3+, or briefly 2+/3+ in Figure 18(a)).

One should keep in mind that these impurity levels cannot be identified with energy levels in

the sense that they are no solutions of an eigenvalue equation. Rather, they are thermodynamic

(ground-state) concepts, indicating the relative stability of the different charge states of the impurity,

49



as verified by various experiments. [290] Under the assumption that a charge carrier is completely

detached from the center from which it originates, charge-state transition levels are assessed in deep

level transient spectroscopy (DLTS) and charge transfer absorption / luminescence. [255, 291] As

explained before, the validity of this assumption is however questionable in case of light-induced

charge-transfer processes in inorganic phosphors.

Multi-particle diagrams display the total energy of the electronic+nuclear system. In contrast

to orbital diagrams where a mean-field approximation is adopted, no implicit assumptions on the

level of theory are made in multi-particle diagrams and experimental accuracy can be achieved

in principle. Configuration coordinate diagrams are often-encountered examples, displaying the

total electronic+nuclear energy of the various electronic and/or electron-vibrational states along

a one-dimensional cross-section of the space which is spanned by all possible nuclear coordinates

(or equivalently, all vibrational modes). The selected coordinate, Q, represents a local vibrational

mode at an active center, typically the breathing mode [292–294], or a suitable reaction coordinate

in cases where multiple centers are involved, e.g. during electron transfer. [295] The energy eigen-

values in a crystal field theory (CFT, e.g. the Dieke or Tanabe-Sugano diagrams for lanthanide or

transition metal ions, respectively [296–300]) approach represent a vertical cross-section at a fixed

nuclear geometry. [301,302] The major advantage of multi-particle diagrams, next to their ability to

unambiguously display electronic excited states, is that non-radiative transitions, possibly involving

energy barriers that are crossed or tunneled through, can be visualized as well. [303] Furthermore,

electron transfer processes can be displayed by adding the relevant electron-transfer excited states.

In this case, the energy scale represents the total energy of all participating centers, i.e. the number

of electrons is the same for all displayed energy levels. As an example in a local trapping model

(see Figure 17(c)), both electron configurations (non-trapped and trapped), indicated by the left

and right-hand-side of Eq. 5 give rise to energy levels with the same number of particles, however

with strongly different equilibrium geometries associated with the oxidation/reduction of the in-

volved centers. If a charge carrier is exchanged with the host crystal itself, i.e. in case of a global

model (see Figure 17(d)), the associated multi-particle levels correspond locally to ligand-to-metal

charge-transfer (LMCT, where the ligand corresponds to the host anions, i.e. the species forming

the VB in orbital language) states or metal-to-metal charge-transfer (MMCT, where the receiving
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metal corresponds to the host cations, i.e. the species forming the CB in orbital language, MQ′
in

Figure 17(d)) states in case of hole or electron trapping, respectively.

6.1.2 Trap depths and transition probabilities in global and local models

Relating trap depths and electron transfer probabilities to underlying chemical details is one of the

greatest remaining challenges in the field of persistent phosphors. In this paragraph, we give some

considerations on the differences and similarities of these quantities for global and local trapping

mechanisms.

For global trapping/detrapping, the electron is completely delocalized and it occupies a con-

duction band state during its transfer. As shown in Fig. 17(d), energy barriers for detrapping (i.e.

the trap depth, Ed) consist of an electronic and a vibrational contribution. Note that the latter is

not represented in the orbital picture of Fig. 17(b). The electronic contribution depends only on

the ionization potential of the acceptor (i.e. trap, DQ−1/DQ) and on the electron affinity of the

host metal ions (MQ′
/MQ−1). This shows that the trap depth for a given defect (or codopant) is

independent of the activator (i.e. donor). The same rule holds for the energy barrier for trapping

(Et): the electronic contribution to this barrier depends only on the ionization potential of the donor

(here Eu2+/Eu3+) and the electron affinity of the host cations, not on the chemical nature of the

trap. In summary, as activators and traps are not directly interacting and electron transfer occurs

via the conduction band, energy barriers and also transition rates show no distance dependence in

a global trapping/detrapping process.

For local trapping, the charge carrier is directly transferred between donor and acceptor. This

implies that the electronic contribution to the energy barriers for trapping and detrapping are

determined from both the ionization potential of the donor (here Eu2+/Eu3+) and the electron

affinity of the acceptor (DQ−1/DQ). Changing either activator or trap will in general have an

effect on all associated energy barriers in contrast to the global trapping model. Additionally, a

donor-acceptor distance dependence on the energy barriers can exist for a local trapping mechanism

which is another difference with respect to a global trapping mechanism. At lowest level and for

long ranges, this interaction can be approximated by its electric monopole-monopole contribution,
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similar to the recombination energy in the context of donor-acceptor pair luminescence [304–306]:

∆E(dDA) = ∆E0 +
e2(qA − qD − 1)

4πϵdDA
, (6)

with dDA the donor-acceptor distance, ϵ the dielectric constant of the host and q the Kröger-Vink

charges [307] of donor (D) and acceptor (A). ∆E0 is the distance-independent contribution. This

leading-order contribution is zero for the case of Eu2+-Dy3+ pairs in strontium aluminates (i.e.

qA = 1 and qD = 0 hence qA − qD − 1 = 0). For many other scenarios, e.g. when a native defect

plays the role of trap, it is thinkable that this monopolar contribution dominates the distance

dependency.

Also the electron transfer rates are expected to show a distance dependence in a local model

as they are expected to scale with the overlap of the initial and final state wave functions. Very

often, an exponentially damped transition probability has been assumed, suggesting that electron

transfer can only occur on a very short range. However, it should be remarked that the exponential

damping of wave functions, or more exactly of the electron-electron coupling, is a hallmark for

atoms or molecules in free space. In matter, i.e. within a molecule or in a crystal, it has been shown

that the electron-electron coupling decreases much slower, according to an inverse power law [308],

facilitating electron transfer processes across much larger distances, even for a local, i.e. direct

trapping and detrapping mechanism. Experimentally, it has indeed been shown that direct electron

transfer between transition metal ions in (non-aromatic, fully saturated) hydrocarbon chains of

variable length can range up to 25 Å, which indeed suggests that local (or direct) trapping and

detrapping is not necessarily restricted to a short range [309].

Up to now, we focused on the electronic contribution to energy barriers, given by the vertical

offsets between the parabolic potential energy curves in Figs. 17(c,d). However, the height of

barriers is to a large extent also determined by a vibrational contribution, which is often ignored

when models for persistent luminescence or any other phenomenon for trapping and detrapping

are given [271,310]. As can be seen in Figs. 17(c,d), the magnitude of the vibrational contribution

to energy barriers is determined by the curvature of the potential energy curves as well as their

horizontal offset. The former follows directly from the local vibrational frequencies, especially the

vibrational frequency of the relevant electron transfer mode (Qet in Fig. 17). The latter follows
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from the differences in atomic geometry (e.g. bond length differences) before and after the electron

transfer, which increases with an increasing ionic radius of the cation for which the lanthanide

dopants substitute [311,312].

Empirically, trap depths are mostly obtained by computerized glow curve fitting using mathe-

matical expressions that are typically based on a single-barrier model [154,313] such as the Randall-

Wilkins expression (Equation 1). This model assumes a one-dimensional, infinitely long potential

step, compatible with flat band-diagrammatic pictures as in Figure 17(a,b). This is however a

fundamentally different picture than the one of an electron-vibrational model as illustrated in Fig-

ure 17(c,d). The latter features more realistic double-well potentials that also allow tunneling due

to their finite width. This process can also show a temperature-dependence due to the curvature

of the barrier in addition to a non-thermal contribution originating from the zero-point vibrations

whose importance depends on the details of the potentials wells. [314, 315] For this reason it is

hence questionable whether empirically obtained trap depths can be directly related to a realistic

electronic structure. The obtained parameters should rather be regarded as effective parameters

that can capture the emergent dynamics of an underlying physical reality which is much more

complex. [316–318] Similar conclusions have been drawn for thermal quenching through outside

crossover. [319–321] These considerations give a more subtle and less ambiguous picture on tunnel-

ing processes compared to its popular use in persistent luminescence where local processes which are

not thermally activated are considered as ’tunneling’ (Figure 17(a)), as opposed to delocalization

(Figure 17(b)).

Experimental validation whether or not a distance-dependence on trap depths and transition

rates exists, verifying or falsifying a local (de)trapping, is not straightforward. However, in a

recent study Murayama et al. [322] investigated the differences between a synthesis under reducing

atmosphere or a synthesis in air, followed by a reduction step at lower temperature. They observed

a higher persistent luminescence intensity for the sample prepared under the latter conditions. This

might be tentatively attributed to the fact that under these conditions the Eu and the Dy are both

incorporated in a trivalent state (before reduction) and tend to cluster. However, this hypothesis

has not been experimentally verified yet.
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Figure 18: (a) Band diagram showing the 2+/3+ charge-state transition levels for all lanthanides on
both nonequivalent Sr sites in SrAl2O4:Eu

2+,Dy3+. The binding energy is referred with respect to
the VB top (host-referred binding energy, HRBE) or to the vacuum level (vacuum-referred binding
energy, VRBE). The dashed lines indicate how this diagram is used as a global model for the
persistent luminescence in this phosphor regardless of the questionable physical grounds of hybrid
single-electron / multi-electron energy level schemes (see text). Reproduced with permission from
Botterman et al.. [59] Copyright 2014 by the American Physical Society. (b) A local model to
describe the persistent luminescence mechanism in SrAl2O4:Eu

2+,Dy3+ for EuSr1 (left) and EuSr2
(right).

6.2 Examples

Below, two models are discussed in more detail. These are obviously not the only possible models

to describe trapping/detrapping, but were selected based on its popular use (6.2.1) or because of

its elegance in explaining various observations not explained by other models (6.2.2).

6.2.1 A global single-electron model

The majority of the models for persistent luminescence that can be found in literature somehow

involve the creation of VB holes or CB electrons, displayed via single-electron band diagrams.

Most popular is the model that assumes electron trapping where a CB electron is created as an

intermediate step (see Figure 17(b)). As this electron is delocalized in a CB orbital, it can move

through the entire crystal until it is trapped at the defect D. This model is adopted from early work of

S. P. Keller and coworkers on electron transfer between lanthanide pairs in infrared photostimulable

phosphors [323, 324] and is currently attributed to Dorenbos [239], who devised methods to draft

empirical band diagrams for lanthanide-doped solids from limited experimental input based on
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inter- and extrapolation of previously collected data and systematic trends, e.g. on the ionization

potentials across the 4f series. [6] The typical band diagram, including charge-state transition levels

(2+/3+) of the 14 lanthanide (Ln) ions, is shown in Figure 18(a).

Explaining persistent luminescence on the basis of Figure 18(a) is done by adding the 4f7 −

4f65d1 transition energies of the Eu2+ ion to the location of the charge-state transition level as

one would do in a multi-particle diagram (arrow 1). Consequently, one arrives somewhere resonant

with the CB orbitals or still in the forbidden gap, but close to the CB bottom. This is then used

as an argument for the delocalization of the electron in a CB orbital (photoionization, arrow 2).

Next, the CB electron can be trapped at a defect that has a charge-state transition level somewhere

in the forbidden gap (arrow 3). Detrapping follows the opposite path and can occur thermally,

by bridging the energy difference between the CB bottom and the charge-state transition level of

the trap, or optically in a similar way as the Eu2+ ion was originally photoionized. If a trivalent

codopant acts as the trapping defect, the 2+/3+ charge-state transition levels in Figure 18(a) is used

as energy level for the trap and an associated zig-zag trend is expected in e.g. the TL glow curve

positions for different codopants. In fact, this correspondence has been found in several lanthanide

co-doped compounds, notably Ce3+,Ln3+ co-doped crystals such as NaLaF4 [325], YPO4 [153,326],

LuPO4 [326], Sr3AlSiO5 [327] and GdAlO3 [328] and is often used to justify the global trapping

model, represented in Figure 18(a). However, this characteristic zig-zag shape originates from the

systematics in ionization potentials of the lanthanide ions. As a consequence, the establishment of

a zig-zag trend for the TL glow curves only indicates that a removal of an electron from the 4f

shell of the codopant is involved, regardless of the local/global character of the trapping, which

was already correctly concluded by Nakazawa et al. in 1997. [95] Recently, it was shown, via ab

initio quantum chemical calculations, that local, direct electron transfer between lanthanide ions

(as in Figure 17(c)) gives rise to the same systematics. [246] The observation of zig-zag trends as

a function of 4f shell occupation can hence not be used to distinct a global from a local trapping

mechanism.

As charge-state transition levels are no electronic eigenstates and excited states cannot be repre-

sented in the same orbital diagram as the ground state, physical grounds for this model are lacking

on the most fundamental level. This criticism pertains to the energy level diagrams themselves
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and is independent of the local or global character of trapping. In fact, global trapping can be

unambiguously described in a multi-electron picture (see Figure 17).

6.2.2 A local multiparticle model

As reviewed in §5.3, the interpretation of several independent experiments suggests that the trap-

ping and detrapping processes after visible or near-UV photon absorption are local phenomena, in

contrast to the most popular, global, model summarized above. In this paragraph, a local model is

proposed as an alternative. Rather than having the pretentiousness to come up with a final model

that explains all properties of the given class of persistent phosphors, it aspires to open up the

discussion and move away from the beaten track.

The electronic states of activator-trap complexes are described by means of a multi-particle

configurational coordinate diagram, as originally proposed by Piepho et al. as a theoretical frame-

work for electron transfer. [295] Figure 18(b) shows how the EuSr1 and EuSr2 centers are coupled

to a trapping defect of unspecified chemical nature, denoted as DQ, able to undergo the general

(photo)redox process of Eq. 5.

The lowest curves (curves A) represent the ground state of the Eu2+-DQ pair. The excited states

of this complex are represented by curves B and are build up from all pair states, constructed by

combining the excited states of Eu2+ (essentially the dense 4f65d1 manifold, see e.g. [80, 93]) with

the excited states of DQ. During trapping an electron is transferred from Eu2+ to DQ, forming the

Eu3+-DQ−1 configuration by intersystem crossing. This configuration contains the same number

of electrons and its states can be straightforwardly displayed on the same energy scale (in red in

Figure 18(b)). The lowest curves (curves C) correspond to the lowest state of the Eu3+-DQ−1

configuration, which is metastable as required for trapping, while the higher curves (curves D)

represent all the possible combinations of excited states of Eu3+ and DQ−1. This electron transfer

goes along with a shrinking of the Eu-O polyhedron, following the oxidation from Eu2+ to Eu3+,

and a simultaneous expansion of the environment around the trapping defect due to its reduction.

This reorganization of nuclear positions is represented by the electron transfer coordinate, Qet,

which signifies the path through the saddle point (transition state) between both potential energy

minima.
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The trapping process starts with the excitation of Eu2+ from the 4f7 ground state to a 4f65d1

excited state (arrow 1). Immediate de-excitation is possible and gives rise to the emission of a

blue or green photon (arrow 2) but if the thermal energy is sufficient to reach the first crossing

point (T1) an electron transfer from Eu2+ to the trap can take place and the system will relax to

the lowest state of the Eu3+-DQ−1 configuration (curve C). It is evident from Figure 18(b) that

the energy barrier for trapping, ∆Et, is larger for EuSr2 than for EuSr1 which is in line with the

site-dependent thermally activated trapping as found by Botterman et al. [59] and Hagemann et

al. [177] Moreover, trapping can also be induced directly through excitation to the charge transfer

band (arrow 3) which is located at higher energy. The latter transition is however expected to have

a significantly lower transition probability due to the distance between the involved 4f orbitals (see

also §6.1.2). [131]

Detrapping of the electron can take place through two physically different pathways. Firstly,

thermally activated detrapping occurs when the thermal energy is sufficient to cross or tunnel the

barrier (T1) between the Eu3+-DQ−1 ground state (curve C) and the Eu2+-DQ excited state (curve

B). The former process gives rise to afterglow or thermoluminescence and is characterized by a

thermal trap depth ∆Ed.

Secondly, optical excitation from the lowest state of the Eu3+-DQ−1 configuration (arrow 5) can

also result in detrapping, but this time through crossing point T2. This transition leads to optically

stimulated luminescence which might be subject to a smaller or even negligible energy barrier (see

Figure 18(b)). In both cases the electron transfer from the trap to europium occurs via a crossing

of the energy surfaces but the electron back-transfer can also be induced through direct excitation

to the charge transfer band (arrow 4). As for arrow 3, this transition is also expected to have a low

transition probability. [131]

The energy diagram in Figure 18(b) protrudes an observation of general importance: details of

the potential energy curves/surfaces are critical to understand trapping and detrapping processes,

both qualitatively as quantitatively. Specifically, curvatures (i.e. local phonon energies) and hor-

izontal offsets (i.e. rearrangements in equilibrium nuclear positions) have an important effect on

potential energy barriers and hence trap depths: more rigid compounds (higher phonon energies)

will automatically lead to higher barriers, so will compounds that feature larger structural differ-
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ences between non-trapped and trapped states. Furthermore, this figure indicates an asymmetry

between the barriers for trapping and detrapping caused by the curvatures of the potential energy

surfaces, which corresponds to experiments for various phosphors. [59, 329] These essential effects

are not grasped by ’flat’ atomic-like energy level schemes and band diagrams. This observation

strongly suggests that persistent luminescence can only be understood if these details of the atomic

geometry are properly taken into account, regardless of the local or global character of the trapping.

7 Benchmarking: where do we stand?

The report by Matsuzawa et al. in 1996 represented a spectacular increase in both initial inten-

sity (around 1 cd/m2) and afterglow duration (> 30h) with respect to non-codoped SrAl2O4:Eu
2+

(initially around 20 mcd/m2) or ZnS:Cu sensitized by radioactive promethium or tritium (initially

around 90 mcd/m2). [21] Since then many efforts have been directed at further improving the after-

glow intensity and duration by slightly changing the synthesis conditions or phosphor compositions.

Nevertheless, it appears that there is still a large margin for improvement. In 2011, only a 4% in-

crease in the Eu3+-signal was detected during time-dependent Eu LIII -edge XANES measurements,

where charging was performed with X-rays. Using optical charging, the storage capacity of 1 gram

of commercial SrAl2O4:Eu
2+,Dy3+,B3+ was measured and it was found that only about 1.6% of

the europium ions are ionized when the phosphor is charged to its maximal capacity using blue

light. [330]

Large differences in sample morphology, spectrum and intensity of the excitation source make

it difficult to identify where we stand in terms of the performance of the state-of-the-art of SrAl2O4

phosphors. An example of a seemingly spectacular improvement can be found in glass ceramics,

which often yield high luminances because they possess a considerably larger optical penetration

depth compared to powder samples. [331–333] After 25 years of research, it is time to draw up

the balance by comparing several commercial powders from five different manufacturers (A-E) and

single crystals of SrAl2O4:Eu
2+,Dy3+ from one manufacturer (F) in a benchmarking study. The

evaluation of these commercial phosphors was performed using two complementary approaches.

First, a conventional evaluation of the afterglow intensity of a flat powder surface or single crystal

after exposure to 1000 lux of white light from a Xe-arc source during 5 minutes was performed to
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Table 1: Storage capacities (measured after excitation with blue light) and afterglow times and
relative initial intensities (measured after illumination with 1000 lux of white light from a Xe arc
source for 5 minutes) of the SrAl2O4:Eu

2+,Dy3+ powders and single crystals (diameter 5.3 mm,
height 0.95/2.40/5.40 mm) used in the benchmarking study. The storage capacity of sample B1 has
been taken from Van der Heggen et al. [330] Particle sizes correspond to d10-d90 or d50, depending
on whether one or two values are given.

Sample ID Type Eu Dy Storage capacity Afterglow
(size) (mol%) (mol%) (photons/gram) Time (h) I0

A1 Powder 1.00 0.25 (1.35± 0.07) · 1017 98.6 23%
(15-40 µm)

A2 Powder 1.00 0.50 (1.22± 0.06) · 1017 71.1 17%
(15-40 µm)

B1 Powder 0.90 1.60 (1.57± 0.03) · 1017 55.8 21%
(5-10 µm)

B2 Powder 0.90 1.20 (8.75± 0.44) · 1016 51.7 21%
(15-45 µm)

C1 Powder - - (2.03± 0.11) · 1017 83.9 29%
(95 ± 15 µm)

D1 Powder < 1.20 < 1.10 (1.01± 0.05) · 1017 87.7 24%
(55-75 µm)

D2 Powder < 1.20 < 1.10 (1.43± 0.08) · 1017 89.6 30%
(65-85 µm)

E1 Powder ∼ 0.8 ∼ 0.3 (2.00± 0.10) · 1017 37.2 24%
(15-35 µm)

E2 Powder ∼ 0.8 ∼ 0.3 (1.81± 0.10) · 1017 64.1 19%
(20-40 µm)

F1 Single crystal - - (4.04± 0.41) · 1016 28.0 31%
(0.95 mm)

F2 Single crystal - - (3.56± 0.36) · 1016 46.2 63%
(2.40 mm)

F3 Single crystal - - (3.71± 0.38) · 1016 77.8 100%
(5.40 mm)
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Figure 19: Afterglow decay curves measured after illumination with 1000 lux of white light from a
Xe-arc source during five minutes. The shaded red area illustrates the range containing the best
performing sample of each manufacturer. The red curve serves as a reference and was reproduced
from Matsuzawa et al. [21] and was recorded after exposure to 200 lux of light with a D65 spectrum
during 5 minutes. See Table 1 for the corresponding afterglow times and relative intensities and
further details of the samples.

evaluate the performances of the materials under standardized conditions that are representative

for operating conditions in most applications. The resulting afterglow times (i.e. the time until the

threshold intensity of 0.32 mcd/m2 is reached) and relative initial intensities (averaged over the first

10 seconds after excitation has stopped) are summarized in Table 1. Two conclusions can readily be

drawn. First, the single crystals largely benefit from their increased optical transparency and yield

considerably higher initial intensities (up to 45.1 cd/m2 for the largest crystal) when compared

to the powders. The initial intensity does not increase linearly with the size of the crystals but

more research is needed to explain this behaviour. In Figure 19 the best performing powder of

each manufacturer and the single crystals are compared to the performance of the sample created

and reported by Matsuzawa et al. in 1996. It is clear that the state-of-the-art is not performing

spectacularly better despite the different illumination conditions used by Matsuzawa et al. (200 lux

D65, 5 minutes).

While the previous approach is valuable for the assessment of the material’s application potential,
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it provides little insight into the physical limits on the maximum amount of energy storage in these

state-of-the-art samples. Hence, it is also insightful to measure the storage capacity [330] which is

independent of the physical dimensions of the single crystals or powders and represents the number

of photons that are emitted per gram of phosphor. In this approach the powder is incorporated in

a transparent polymer according to the procedure described in [330] and is not exposed to white

light but rather to blue light (455 nm, 23.4 mW/cm2) as it has already been demonstrated multiple

times that the storage capacity is much higher after exposure to more monochromatic blue light

when compared to UV or white light. [90,334] The storage capacity can be calculated by integrating

the photon emission rate during the full afterglow of this phosphor inside the polymer layer. This

can be calculated according to the following prescription: [330]

Nγ =

∫ ∫
L(t, θ)A

ηEγ

dΩdt (7)

Here L(t, θ) is the recorded luminance as a function of time and solid angle in cd/m2, A is the

surface area of the polymer layer, η is the luminous efficacy of radiation in lm/W which can be

calculated from the emission spectrum and Eγ is the average photon energy. More details on the

practical aspects to determine the storage capacity, such as the phosphor loading in the polymer

layer, can be found in ref. [330]. The storage capacities are summarized in Table 1 together with

some details on the grain sizes and dopant concentrations when available. The results of the single

crystal samples (F1-F3) emphasize the usefulness of this parameter as it takes into account the mass

of the sample at hand and is hence independent on the size of the crystal. It appears that the storage

capacity is largely independent of the Dy-concentration which might indicate that all samples are

close to the solubility level of Dy (Section 3.2). Alternatively, optically stimulated detrapping by

excitation light (see Section 4.2) will limit the storage capacity and the magnitude of this effect

depends only on the amount of filled traps and not on the amount of empty traps (i.e. Dy3+

available. It is interesting to note that despite the differences in grain sizes and concentrations, all

samples have similar storage capacities, i.e. integrated intensities, and only the initial brightness and

decay rate vary between powder samples further emphasizing the poorly understood microscopic

characteristics at play.
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8 Conclusions and perspective

Without any doubt it can be said that SrAl2O4:Eu
2+,Dy3+ has had a disruptive effect on (persistent)

luminescence research. Its discovery did not only represent a great technological advancement at

the time but also started a whole new discipline in luminescence research. Based on the initial

concept described by Matsuzawa et al. [21] hundreds of persistent luminescent compounds have

been developed. Careful tuning of the properties has resulted in a variety of phosphors emitting

from the UV to the infrared and each operating at a specific optimal working temperature, [171]

thereby paving the way towards a broader applicability of persistent luminescent materials beyond

emergency signage and watch dials.

The intensive research performed over the last two decades has already resulted in some major

insights into the details of the charge transfer processes that facilitate the persistent luminescence in

phosphors. Even though SrAl2O4:Eu
2+,Dy3+ has proven to be a tough nut to crack, its comparably

large storage capacity has made it the prime model system whenever new and more challenging

experimental approaches are being tested. The discoveries made on this benchmark material can

undoubtedly be transferred to many other persistent luminescent compounds which are operating

on a very similar principle. However, some of the details of the microscopic mechanism are still

unknown and, as the benchmarking study suggests, this stands in the way of further improvements

of the overall performance. Hence there is still ample work left to be done. From the overview

presented here it becomes clear that the field of persistent luminescence is subjected to some often-

encountered pitfalls that complicate the uncovering of this microscopic mechanism.

Some of these pitfalls are encountered when performing experiments on persistent phosphors.

It is clear that most properties of persistent phosphors are highly dependent on the experimental

conditions and sometimes even the experimental history of the phosphor. A detailed description

of the performed experiments is hence indispensable. Without information about the excitation

intensity, wavelength, sample temperature or sample composition it becomes nearly impossible

to compare results and build upon previous work. Microscopic-structural changes can only be

unambiguously related to trapping and detrapping processes if it is verified whether both exhibit

the same time-dependency under identical conditions. Caution is however needed as shown by the

discussion on photoconductivity in Section 5.2. Moreover, it is recommended to perform multiple
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independent thermoluminescence, afterglow and fading experiments that are fitted simultaneously

to the same set of parameters such as trap depths to ensure maximal predictability of the resulting

fitted model.

Other pitfalls concern the interpretation of the experimental results. There appears to be a

tendency to include a microscopic model (i.e. identification of trapping defects, intermediate states,

energy level schemes etc.) in most articles about persistent luminescence. Unfortunately, these

models rarely follow from the experimental results presented in the associated manuscript but

are instead of a more speculative nature and often an alternative, equally (in)valid explanation

exists. Instead, microscopic models should be based on direct, unambiguous experimental evidence,

leaving little room for interpretation. The sheer multitude of models that are being proposed quite

paradoxically impedes any meaningful advancement towards understanding persistent luminescence.

Remaining knowledge gaps were identified, posing challenges that will be encountered in the

coming years. Firstly, a thorough investigation of the optical properties of the trapping defects, both

empty and filled, is becoming unavoidable given that OSL by excitation light was found to drastically

limit the phosphor’s efficiency. Specifically, the identification of optically active trapping defects

is needed to further improve the phosphor’s storage capacity but more generally, knowledge about

the absorption spectra of the trapping defects should enable a more straightforward identification

of the involved trapping defects. Transient absorption spectroscopy (pump-push-probe) on short

time scales could offer insights into the involvement of intermediate states (between activator and

trap) and the dynamics of the trapping processes. For these optical experiments, the enhanced

optical path length in the emerging single crystals might offer a crucial advantage to detect even

the smallest absorption features of trapping defects.

Secondly, most investigations currently focus on the electronic structure of codopants as a way

to explain why one lanthanide performs better than the other. The interplay between the electronic

energy levels and the structural characteristics such as codopant size or activator-trap distances

remain largely unexplored. A better understanding might however deliver insights into the origin

of, for example, trap depth distributions. It has for example already been shown that these charac-

teristics are important in the case of LaF3 [335] and BaTiO3 where the size of the dopant greatly

influenced the trap depth of the defects. [336] This structural investigation is also closely related to
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the way dopants are incorporated into the material and to what degree dopants cluster or aggregate

near grain boundaries. Activator-trap distances are expected to have an important impact on the

trapping and detrapping processes for direct (i.e. local) electron transfer while they do not matter

when the electron transfer is mediated by the conduction band (i.e. global trapping). It is clear that,

irrespective of the local or global character of the electron transfer, the often overlooked or ignored

vibrational contribution to energy barriers for trapping and detrapping is of major importance to

understand systematic behavior.

In general the design of dedicated experiments is needed, as well as a critical analysis and

interpretation of their outcome. Combined optical and thermally stimulated luminescence measure-

ments have already proven to be a very powerful tool to disentangle the contributions of different

defects to a materials trap depth distribution. However, phosphor research could benefit from some

cross-pollination with the field focusing on geological dating where other approaches are used on

similar materials exhibiting the same trap-related luminescence phenomena. Linearly-modulated

OSL [337] is, for example, applied as a way to differentiate different trapping defects based on

their absorption cross-section by linearly increasing the stimulation intensity but also exo-electron

measurements [338] hold potential as an alternative to photoconductivity measurements which are

notoriously difficult on powder phosphors. This technique might provide a means to decouple the

investigation of trapping and recombination centers; something that is not possible with OSL or

TL, where information on the traps or detrapping routes is obtained indirectly through the lumines-

cence of the recombination centers. More advanced techniques can provide direct insights into the

chemical nature of the trapping defects. Electron paramagnetic resonance spectroscopy is gaining

popularity to investigate the chemical nature of the paramagnetic defects in persistent phosphors.

As an alternative, positron annihilation lifetime spectroscopy (PALS) allows to identify so-called

open volume defects (e.g. vacancies) and can provide complementary information. [339]

Finally, the supportive role of quantum mechanical calculations, whose scope and accuracy

keep on increasing, is highly desired. Currently, thermodynamic stabilities and charge states of

defects, how they cluster and their ground-state atomic geometries are accessible via periodic-

boundary DFT, whereas a wide range of excited states, including their atomic geometries and

derived electronic spectra are obtainable from ab initio wave-function-theoretical methods. The
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most important challenges that lie ahead require an expansion to more complex problems and to

enlarge the list of properties that can be calculated. It is highly desirable to be able to tackle active

centers with more than one lanthanide or multiple defects with incompletely filled shells. Combining

electronic structure calculations with multi-state nuclear dynamics is a major challenge [340], but

bears the promise to obtain vibronic couplings, leading to transition probabilities for radiative and

non-radiative transitions in general and electron and energy transfer in particular. This is essential

to determine the electron-vibrational origin of persistent luminescence.

The field of persistent luminescence is growing every year, which is appropriate because ample

work is left to be done. The importance of future discoveries will transcend the field of luminescence

and be of relevance for fields such as (personal) dosimetry, biomedicine, structural health testing

and geological dating.
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[186] F. Pellé, T. Aitasalo, M. Lastusaari, J. Niittykoski, and J. Hölsä. Optically stimulated lu-
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and P. Novák. Synchrotron radiation investigations of the Sr2MgSi2O7:Eu
2+,R3+ persistent

luminescence materials. Journal of Rare Earths, 27(4):529–538, 2009.
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[340] S. Mai and L. González. Molecular Photochemistry: Recent Developments in Theory. Ange-

wandte Chemie, International Edition, 59(39):16832–16846, 2020.

100


	Introduction
	The strontium aluminate host
	The SrO - Al2O3 phase diagram
	Crystallography

	Dopant incorporation in strontium aluminate
	The europium activator
	Trivalent lanthanide codopants
	The role of boron: inert flux or active dopant?
	Synthesis

	Phenomena related to trapping and energy storage
	Thermoluminescence
	Optically stimulated luminescence
	Mechanoluminescence

	Identifying the requirements for a correct model from experiments
	The role of europium
	Electron or hole trapping?
	Local or global model?
	Nature of the trapping defects

	Energy level models for persistent luminescence
	General theoretical considerations
	orangeOrbital vs. multi-particle energy level schemes
	Trap depths and transition probabilities in global and local models

	Examples
	A global single-electron model
	A local multiparticle model


	Benchmarking: where do we stand?
	Conclusions and perspective

