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Abstract

Understanding the evolution of metal in the protoplanetary disk is necessary to constrain the first steps of metal-silicate formation and the early stages of the evolution of 

the protoplanetary disk. We measured the siderophile elemental compositions (PGE, Ni, Co, Fe, Cu, Ga, Ge) of individual metal grains in H ordinary chondrites by laser ablation 

inductively coupled plasma mass spectrometry to investigate their formation. We analyzed unequilibrated ordinary chondrites (H3) to constrain processes affecting the metal 

before accretion, and inferred the effects of metamorphism by comparing their elemental compositions to those of equilibrated chondrites (H4–H6). Our results highlight 

large variations of refractory (Re, Os, W, Ir, Ru, Mo, Pt) and moderately volatile siderophile element (Pd, Au, Ga, Ge) concentrations among metal grains in H3 samples that 

permit to classify them according to their Ge/Ir ratios and HSE contents. These intergrain variations are progressively homogenized in H4–H6 samples due to their increasing 



degrees of metamorphism. To constrain the origin of the metal, we modeled its evolution during melting and crystallization. Our melting model of a single metallic precursor 

containing 1.5 wt.% C and up to 12 wt.% S reproduces well the observed range of siderophile element compositions in the metal. Metal grains show a range of W, Mo, and 

Ga compositions that we interpret to reflect various local (grain-scale) oxidation states during the melting event(s) due to the heterogeneous distribution of various oxidizing 

components within the precursors. The very similar HSE compositions of H and L/LL metal grains suggests that the variations of bulk metal abundance and HSE concentrations 

observed among the different classes of ordinary chondrites (H, L, LL) result from the heterogeneous physical distribution of a relatively chemically homogeneous metal 

component among OC parent bodies, and not from a chemical (sensu lato) gradient between H and LL chondrites.

Keywords: Partial melting, metal precursor, ordinary chondrites, siderophile elements, Germanium, Fe-Ni alloy

1 Introduction

Chondrites are undifferentiated primitive objects comprising a mixture of components with various compositions and textures that represent their diverse origins and 

formation processes. These components include chondrules, metal, sulfides, refractory inclusions, and fine-grained matrix. Metal and chondrules are chemically closely 

related, and understanding their formation in primitive chondrites is of primary importance to constraining the early evolution of the protoplanetary disk. Several processes 

can lead to metal formation, which vary among chondrite groups: (1) direct condensation from the solar nebula (Newsom and Drake, 1979) or an impact plume (Weyrauch 

et al. 2019); (2) reduction of iron from silicates (Kong and Ebihara, 1997) due to interaction with carbon (Connolly et al., 2001; Lauretta et al., 2001) or the nebular gas (Zanda 

et al., 1994); (3) desulfurization of sulfides due to evaporation (Cohen and Hewins, 2004); or (4) vapor recondensation following chondrule evaporation (Connolly et al., 2001).

Among ordinary chondrites (OCs), H chondrites are the most reduced, containing in average 8.4 vol. % metal (Krot et al., 2014). Both sub- and super-solar Co/Ni values 

are observed in metal in different H chondrites, precluding the possibility that the metal formed by condensation (Kong and Ebihara, 1997). In contrast, the similarity of the 



metal-silicate partitioning coefficients of siderophile elements measured in OCs (Kong and Ebihara, 1997) to those in measured melting experiments (Brenan and McDonough, 

2009) suggests metal formation by the reduction of FeO from silicate precursors during chondrule and chondritic metal formation (Kong and Ebihara, 1997). Despite this 

apparent consistency, recent high-precision in-situ laser ablation inductively coupled plasma mass spectrometry (LA-ICP-MS) measurements highlight large variations in highly 

siderophile element (HSE) concentrations from one metal grain to another within the same sample (Campbell and Humayun, 2003; Okabayashi et al., 2019). Additionally, the 

lack of correlation between the concentrations of refractory HSEs (Re, Os, Ir, Ru, Pt) and moderately refractory siderophile elements (Pd, Au) (Campbell and Humayun, 2003), 

as well as the solar Fe/Si ratio (Palme et al., 2014) makes it difficult to explain metal formation in H chondrites exclusively by the reduction of FeO in silicates.

Horan et al. (2009) related these variations in HSE composition to metal grain size, showing that small grains are enriched in HSEs compared to larger ones. They 

demonstrated that metal formation cannot have resulted from melting at high sulfur contents (~25 wt.%). Although they did not reproduce solar Co/Ni ratios, they argued 

that the high HSE contents of small grains resulted from their condensation at high temperature, whereas the low HSE contents of large grains reflected their condensation 

at lower temperatures. Thus, the large range of compositions observed might result from these two types of metal forming separately and subsequently mixing without 

equilibrating (Grossman and Wasson, 1985; Horan et al., 2009). This argument is supported by the high and variable Pd contents relative to Fe in the HSE-rich metal phase, 

which can only result from condensation at high to moderate temperatures and high pressures (>10−4 bar); otherwise, Pd and Fe would condense at the same temperature 

and thus at a constant Pd/Fe ratio in the metal. Alternatively, Campbell and Humayun (2003) suggested that the large variability among metal compositions more likely results 

from the incomplete homogenization of HSEs in the metal of ordinary chondrites. A third possibility is the production of metal by troilite desulfurization (Hewins et al., 1997), 

as observed in the experiments of McCoy et al. (1999). Finally, recent in-situ measurements by Okabayashi et al. (2019) demonstrate that the variable metal compositions in 

L and LL OCs result from the melting and crystallization of metal precursors. In summary, despite multiple theories seeking to explain the metal diversity in ordinary chondrites 

in recent decades, no consensus exists. Therefore, a careful investigation of metal compositions in OCs is needed.

Here, we performed LA-ICP-MS measurements of HSE and MSE concentrations in metal phases associated with both unequilibrated (UOC, H3) and equilibrated H 

chondrites (EOC, H4–H6). We analyzed individual metal grains inside and outside chondrules. These primitive meteorites were chosen to constrain the formation of metallic 



phases in the solar nebula and provide new constraints on metal precursors. We use our measurements of EOC metal to illustrate the effect of metamorphism on metal 

compositions and thus demonstrate the lack of metamorphic overprinting in our H3 samples. We then compare our data on H chondrites to data for L and LL chondrites 

(Okabayashi et al., 2019) to infer the formation and distribution of metal in the protoplanetary disk.

2 Methods

2.1. Sample selection

Ordinary chondrites were chosen according to the classification of Van Schmus and Wood (1967). To constrain metal formation in H ordinary chondrites, we selected 

three unequilibrated H3 chondrites: Asuka 881236 (H3.1; A-881236.57, National Institute of Polar Research, Tokyo), Sharps (H3.4; USNM 640, Smithsonian National Museum 

of Natural History, Washington, D.C.), and Dhajala (H3.8; USNM 5832, Smithsonian). To assess the effects of the compositional evolution of metal during metamorphism, we 

selected five equilibrated H ordinary chondrites: Ste. Marguerite (H4; MNHN 3290, Museum National d’Histoire Naturel, Paris), Allegan (H5; USNM 215, Smithsonian), Portales 

Valley (H6; USNM 6975, Smithsonian), Kernouvé (H6; Smithsonian), and Guareña (H6; Museo Nacional de Ciencias Naturales, Madrid).

2.2. Analytical Procedures

Samples were cut using a diamond saw, mounted in resin, and processed as polished sections. Samples were first examined by optical microscopy under reflected 

light, then with a Zeiss EVO MA15 tungsten-filament scanning electron microscope at Macquarie University, Sydney, Australia. Elemental (Kα) X-ray maps were acquired using 

an Oxford Instruments 20 mm2 X-max silicon-drift energy dispersive spectrometer, and the data were processed using Oxford Instruments AZtec acquisition software v3.2. 

From these maps, we selected grains of interest outside, at the edges of, and within chondrules for siderophile elemental analysis by LA-ICP-MS. Due to the small sizes of the 



metal grains in chondrules (e.g. between 40 and 10 µm) most of them cannot be analyzed, and we obtained fewer analyses within chondrules than in the interchondrule 

matrix.

In-situ analyses were conducted using a LA-ICP-MS comprising a G2 photon machine 193-nm HelEx Cell laser ablation peripheral connected to a 7500 Agilent ICP-MS. 

The gas injected into the laser chamber was a mixture of helium and nitrogen, and the laser fluence was ~7 J/cm². Static spot analyses were performed using a 30–80-µm 

spot size depending on size of the grain being analyzed. Each measurement comprised 160 s of blank analysis, 60 s of integrated signal analyses, and then 60 s of washout. 

Each analytical spot was ablated by 300 laser pulses at 5 Hz. The isotopes 34S, 57Fe, 59Co, 60Ni, 61Ni, 63Cu, 65Cu, 66Zn, 68Zn, 69Ga, 74Ge, 95Mo, 99Ru, 101Ru, 103Rh, 105Pd, 106Pd, 108Pd, 

182W, 185Re, 192Os, 193Ir, 195Pt, and 197Au were measured in all analyses. These elements were selected to represent a range of volatilities, from refractory elements (Re, Os, Ir, 

Pt, Ru, Rh, Mo, W) to moderately volatile elements (MVEs; Au, Ga, Ge), and chemical behaviors, ranging from highly siderophile (Re, Os, Ir, Pt, Ru, Rh, Pd, Au) to moderately 

siderophile (Ni, Co, Fe, Cu, Ga, Ge) and chalcophile elements (e.g. Cu). Formation of argide poly atomic interferences such as 61Ni40Ar on 101Ru or 63Cu40Ar on 103Rh are checked 

by comparing counts obtained on 105Pd (65Cu40Ar), 106Pd (66Zn40Ar) and 108Pd (68Zn40Ar) and on 99Ru (59Co40Ar) against 101Ru (61Ni40Ar). If these ratios are significantly different 

than the accepted natural ratio (i.e., outside of uncertainties), then correction are applied accordingly. Given the ICP-MS setting, the low isotopic abundance of 61Ni (≈1.14%), 

and the low content of Cu in the metal and sulfide phases investigated, no correction was necessary. Calibration standards were run five times during each analytical session: 

PGE-A (a HSE-rich NiS bead; Alard et al., 2011) for Os, Ir, Ru, Pt, Rh, Co Pd, Au, and Cu; and Filomena (northern Chile, a IIAB iron meteorite commonly used for LA-ICP-MS 

analyses; see Walker et al., 2008 and references therein) for Re, W, Mo, Ni, Ga, and Ge (Appendix Table A1). Data were validated by comparing our analyses of the secondary 

standards Hoba (IVB iron meteorite) and NIST (National Institute of Standards and Technology) standard reference material 1158 with literature data (Walker et al., 2008). 

We report typical mean errors calculated as the propagated mean error compared to mean secondary standard analysis and reported in %: 31% (Re), 44% (Os), 44% (W), 20% 

(Ir), 17% (Ru), 21% (Mo), 10% (Pt), 15% (Rh), 9% (Ni), 3% (Co), 18% (Pd), 12% (Au), 13% (Cu), 8% (Ga), and 4% (Ge). The reproducibility of standard compositions is reported 

in appendix Table A2. All measured concentrations are calibrated with 57Fe, 60Ni, and 34S as internal standards using sum normalization for Fe-Ni alloy (57Fe, 60Ni) and sulfides 

(34S). Uncertainties are given as 1SD when it refers individual grains and to reflect the compositional variability as %RSD for mean values.



3 Results

3.1. Petrographic characteristics of metal grains

The petrographic characteristics of metal grains in the studied H chondrites are summarized in Fig. 1. The distribution of metal grains evolved with increasing degree 

of metamorphism. In H3 chondrites, metal grains are variously sized (from 10m to ≈3mm) and mostly very angular to sub-rounded, both inside and outside of chondrules 

(Fig. 1A–D). With increasing degree of metamorphism, small metal grains disappeared and tend to become more rounded (Fig. 1E–J). Small grains are notably more circular 

in H6 compared to H3 chondrites (Fig. 1). Finally, metal occurs in large veins in Portales Valley, and the surrounding clasts include silicates, large sulfides (>50um), and 

disseminated metal grains (Fig. 1). Our observations are consistent with shape and circularity measurements reported by Guignard and Toplis (2015).

3.2. Compositions of metal phases

In-situ analyses of metal grains are presented in Fig. 2 and mean values in Table 1 (full data are available in appendix Table A3). Fe-Ni metal grain compositions are 

classified as Ni-rich taenite or Ni-poor kamacite. The Ni and Co concentrations in kamacite and taenite were found to be consistent with previously reported bulk (Kong and 

Ebihara, 1997) and in-situ kamacite data (Campbell and Humayun, 2003) for both UOCs and EOCs (Fig. 2). Specifically, taenite is enriched in Ni (38 wt.% ± 25% relative standard 

deviation, RSD) and depleted in Co (0.18 wt.% ± 33% RSD) compared to kamacite (6.1 wt.% Ni ± 25% RSD; 0.41 wt.% Co ± 22% RSD) and the bulk metal (Fig. 2). In some cases, 

phases with intermediate compositions (10–25 wt.% Ni) were analyzed; these are most likely plessite, a fine-grained mixture of kamacite and taenite (Gilmour and Herd, 

2020).

Normalizing the mean elemental contents of metal in the H3–H6 chondrites to CI chondrites (Fig. 2) reveals superchondritic Re to Au and Ge compositions that are 

up to one order of magnitude higher than CI values (Lodders et al., 2009). In detail, CI-normalized kamacite mean elemental values show the same overall trend regardless of 



metamorphic grade: a flat trend for refractory elements Re to Pd (e.g. ReCI = 8.7, OsCI = 5.5, PtCI = 6.2, and PdCI = 5.1, where the subscript ‘CI’ indicates values normalized to CI 

chondrites) and relative depletion in the most volatile siderophile elements Au, Cu, Ga, and Ge (AuCI = 4.2, CuCI = 0.70, GaCI = 0.69, GeCI = 1.8; Au and Cu also being chalcophile), 

with Ni, Pd, Au, Cu, and Ga also being depleted compared to the bulk metal data of Kong and Ebihara (1997) (Fig. 2). These slight discrepancies are probably related to the 

incorporation of some amount of taenite (Ni, Pd, and Au; Okabayashi et al., 2019), silicate (Ga), and/or sulfide (Au, Cu) in the fractions analyzed by Kong and Ebihara (1997). 

Overall, these results are consistent with the range of kamacite compositions reported in H3 chondrites by Campbell and Humayun (2003) (Fig. 2). We did not observe any 

striking difference between kamacite compositions inside and outside of chondrules (Fig. 2B, C, E, F). Compared to kamacite, taenite in EOCs is enriched in platinum-group 

elements (PGEs), Au, Cu, Ga, and Ge (Fig. 2D–G).

3.3. Elemental composition of kamacite

Kamacite in UOCs show more grain-to-grain variability (Fig. 2A–C) in both HSE and volatile MSE-chalcophile elements than that in EOCs (Fig. 2D–G). In the most pristine 

samples Asuka 881236 (H3.1), Sharps (H3.4), and Dhajala (H3.8), Re concentrations vary from 0.070 ± 0.029 to 0.86 ± 0.16 ppm and Os from 0.26 ± 0.48 to 7.1 ± 1.5 ppm; 

Re/Os ratios (0.026–0.69, Fig. 3A–B) are consistent with the bulk metal Re/Os ratios in these chondrites (Fischer-Gödde et al., 2010) and the previously reported range for 

kamacite in H3 chondrites (0.065–0.19; Campbell and Humayun, 2003). Tungsten and Mo concentrations range from 0.050 ± 0.040 to 2.10 ± 0.34 ppm and 1.34 ± 0.17 to 

319.1 ± 33.9 ppm, respectively. Similar to Kong and Ebihara (1996), our W/Mo ratios are below the OC equilibration line (ratio reached during thermal equilibrium, slope = 

0.195, Fig. 3F), due to the incorporation of Mo in sulfides. Iridium concentrations range from 0.460 ± 0.060 to 7.4 ± 2.9 ppm and show a weak positive correlation with Re and 

stronger positive correlations with Os, Ru (0.210 ± 0.070 to 9.2 ± 1.6 ppm), Pt (0.290 ± 0.010 to 16.8 ± 1.5 ppm), and Rh (0.080 ± 0.030 to 2.48 ± 0.52 ppm) (Fig. 3A–E). The 

Os/Ir, Ru/Ir, Pt/Ir, and Rh/Ir ratios deviate from the bulk OC ratio at low Ir contents (<2 ppm), but correlate well with the bulk ratios at higher Ir concentrations (Fischer-Gödde 

et al., 2010) (Fig. 3B–E). We observed relatively constant Pd (1.58 ± 0.37 to 4.2 ± 1.2 ppm) and Au concentrations (0.330 ± 0.090 to 1.090 ± 0.060 ppm) that did not vary with 

Ir concentration, and Au/Ir and Pd/Ir ratios are not consistent with bulk ratios (Fig. 3G–H). Okabayashi et al. (2019) reported similar observations and linked the constant Au 



and Pd concentrations to their diffusion into high-Ni phases. In contrast to the other MVEs, Ge concentrations in UOC kamacite (43.1 ± 2.2 to 75.2 ± 3.2 ppm, with two grains 

exceeding 80 ppm) vary little from one grain to another and are very similar to the composition of the bulk metal (~70 ppm; Kong et al., 1998). This is consistent with the high 

Ge content of kamacite relative to the bulk metal (>85% of the Ge in the metal is in kamacite; Goldstein, 1967) and the preferential partitioning of Ge into low-Ni phases in 

H3 chondrites (Campbell and Humayun, 2003). Similar to Au and Pd, Ge contents do not vary with Ir concentration, leading to Ge/Ir ratios of 14.5–123 in Asuka 88123, 5.2–

115.8 in Sharps, and 8.0–81.0 in Dhajala, and a median Ge/Ir ratio of 28 in the studied UOCs (Fig. 4). Of the less siderophile elements, Ga (0.059 ± 0.012 to 42.7 ± 1.8 ppm) is 

an exception in UOCs and can be either depleted or enriched (Fig. 2) in UOC kamacite compared to the bulk metal. This attests to its ambivalent behavior, which changes 

from siderophile to lithophile depending on the redox state (Chou and Cohen, 1973). In comparison, Cu in kamacite (10.9 ± 1.1 to 367.2 ± 37.2 ppm; Fig. 2) is always depleted 

compared to the bulk metal, likely due to its incorporation in sulfide phases.

With increasing metamorphism, we observe an increase and progressive homogenization of total HSE–MSE contents from H3 to H6 (see sup. Mat. Table A3 for full 

values); i.e. from Ste. Marguerite (H4Fig. 2D) to Allegan (H5, Fig. 2E), Guareña and Kernouvé (H6Fig. 2F), and reaching a very homogenous elemental composition in Portales 

Valley metal veins (H6Fig. 2G). This narrowing of kamacite elemental contents around the mean value of the bulk metal from UOCs to EOCs is consistent with parent-body 

metamorphism, which tends to homogenize elemental compositions (Gilmour and Herd, 2020). This homogenization results in similar correlations in both EOCs and UOCs for 

every element except W and Mo (Fig. 3), and elemental ratios approaching the bulk ratio; e.g. in H6 chondrites, Ge/Ir ranges from 10 to 35 with a mean of ~23 (Fig. 4). In 

contrast, the W/Mo ratio in EOCs does not tend toward the mean bulk metal value but to an equilibration line (slope = 0.195, Fig. 3F), highlighting Mo incorporation into 

sulfides phases (Kong and Ebihara, 1996).



4 Discussion

4.1. Processes redistributing moderately volatile elements in H3 chondrites

Processes that redistribute elements between and within chondrites components are multiple (i.e. evaporation, thermal metamorphism, kamacite-taenite formation). 

Prior to develop a melting model (see next section), their impact onto the elemental composition of kamacite needs to be evaluated.

Evaporation can play a major role in establishing the volatile element contents of metal during the formation of the first solids in primitive materials, and therefore 

may explain the range of metal compositions observed in H3 chondrites. Metal compositions controlled by evaporation are expected to be depleted in volatile compared to 

refractory elements. However, our data do not show any marked depletion of Au, Pd, or Ge compared to the bulk metal at a given Ir content (Figs. 3G–I, 4A), precluding the 

dominance of evaporation in establishing the observed Pd/Ir, Au/Ir, and Ge/Ir ratios in H3 kamacite.

In comparison, progressive parent-body metamorphism from UOCs to EOCs decreased the range of metal compositions (Fig. 3C). Intimately linked with thermal 

metamorphism, the immiscibility between αFe-Ni (kamacite) and γFe-Ni (taenite) phases is known to redistribute elements by diffusion between high-Ni (>10 wt.%) and 

low-Ni (<10 wt.%) solid phases (Mullane et al., 2004). HSEs (Mullane et al., 2004; Gilmour and Herd, 2020) and, to a greater extent, MSEs (Okabayashi et al., 2019) are sensitive 

to this process. Gilmour and Herd (2020) highlighted slight correlations of PGEs, Re, Os, Ir, Ru, and Rh, with Ni with increasing metamorphism from H4 to H6 chondrites but 

not in pristine H3. In addition, the reported maximum temperature attained during the parent-body metamorphism of type-3 OCs (~700 °C; Tait et al., 2014) is too low to 

trigger the melting of Fe-Ni ± (S, C) alloy (Tsolidus ≈ 1000 °C). Extensive HSE fractionations by fractional melting after accretion thus seems very unlikely. By comparison, the 

depleted Pd and Au contents from H3 to H6 compared to the bulk metal (Fig. 2) indicates the redistribution and enrichment of Pd and Au by up to two orders of magnitude 

in taenite compared to kamacite prior to the accretion, such that, it makes Pd and Au not suitable tracer for metal formation/evolution. In contrast, from figure 2, Ge 

concentrations in kamacite appear to show systematic changes with respect to petrographic type, being similar to bulk metal in type 3 and 4, but depleted compared to 

taenite in type 5 and 6, implying that Ge resides largely in kamacite in type 3 and 4 and moves into taenite during higher grade metamorphism. This is consistent with Ge 



preferential partitioning into low-Ni phases in H3 chondrites (Campbell and Humayun, 2003). Therefore, the identical Ge content between metal bulk and kamacite in H3 

chondrites imply that sub-solidus αFe-Ni–γFe-Ni immiscibility has little impact on Ge partitioning between kamacite and taenite at low petrographic grades (Fig. 4B).

Excluding Au and Pd, PGEs as well as Ge composition of H3 metal phase remains unmodified or only slightly impacted by secondary processes. Then, metal kept the 

pristine PGE–Ge composition acquired during metal formation or the last step of its evolution. In the following discussion we are using these elements and their relations to 

discuss pre-accretionary processes.

4.2. Metal melting and crystallization as indicated by the Ge/Ir ratio

Previous models of metal compositional variations in ordinary chondrites were based on the decoupling of HSEs during complex condensation and melting processes 

(Horan et al., 2009; Okabayashi et al., 2019). However, none of these studies have investigated metal melting and crystallization by combining Ir, Ge, and Au, despite their 

extensive use to model fractional crystallization during the formation of magmatic iron meteorites (Goldstein et al., 2009). Here, because Au is very sensitive to kamacite–

taenite sub-solidus diffusion (Mullane et al., 2004), we use Ge/Ir to investigate the origin as well as melting and crystallization history of UOC metal.

Both Ir and Ge are strongly sensitive to melting and crystallization in Fe-Ni-S and Fe-Ni-C metal compositions. Germanium behaves slightly incompatibly with respect 

to pure Fe-Ni metal (metal–liquid partition coefficient DGe = 0.63) and Ir compatibly (DIr = 1.49; Chabot et al., 2017). With increasing S or C content in the Fe-Ni liquid, DGe 

slowly increases with values close to 1 (DGe = 1.5 at 15% S and 4% C), and Ge becomes compatible with the metal at 5% S and 2% C (Chabot and Jones, 2003; Chabot et al., 

2006). In contrast, DIr quickly increases toward high values (DIr = 10 at 15% S and 4% C), hence Ge behaves less and less compatible compared to Ir; e.g. DGe/DIr = 0.4 at 2% S 

or 1% C, but 0.2 at 12% S and 0.3 at 3% C, in agreement with the constant Ge content at every Ir (Fig. 3I). Thus, whereas the relation between PGE concentrations and Ge/Ir 

is proportional to 1/Ir (Fig. 5), accounting for the difference between DGe and DIr allows us to more precisely model S and C proportions in the metal phase.



According to metal–liquid partition coefficients (Chabot et al., 2017), Fe-Ni melting and crystallization should produce large Ge/Ir variations, with the first liquid 

produced having a high Ge/Ir ratio and the first solid subsequently crystallized having low Ge/Ir. The Ge/Ir median value in H3-H6 is 23, approximately corresponds to the 

metal bulk composition as highlighted by metal veins in Portales Valley (Table 1), It permits to subdivide the metal grain compositions into high-Ge/Ir (>23) and low-Ge/Ir 

(<23) groups (Figs. 4C, 5) characterized by low and high HSE contents, respectively, allowing to strongly differentiate high- and low-PGE groups as defined by Horan et al. 

(2009) (Fig. 5).

4.3. Melting and crystallization models

4.3.1. Model parameters

We modeled the effects of melting and crystallization on the metal composition (Figs. 6, 7) using the parameterization of Chabot and Jones (2003) and Chabot et al. 

(2017) for siderophile element partition coefficients in the Fe-Ni, Fe-Ni-S, and Fe-Ni-C systems (Table 1). In a pure Fe-Ni system, Re, Os, and Ru behave compatibly and Pt, Rh, 

and Pd incompatibly, although they can behave compatibly if the metal contains carbon or sulfur (Chabot et al., 2017). Based on the behavior of Ge and Ir during Fe-Ni–(S, C) 

melting or crystallization (see section 4.2), the negative correlations of Re, Os, and Ru vs Ge/Ir (Fig. 5) must be associated with a fractionation between solid and liquid metal 

phases. Yet, the depletion of Pt, Rh, and Pd in metals with high Ge/Ir (Fig. 5) indicates their compatible behavior. The large range of observed metal compositions must 

therefore reflect the melting or crystallization of a sulfur- and/or carbon-bearing Fe-Ni metal. Although Okabayashi et al. (2019) reproduced L3 and LL3 OC metal compositions 

by modeling the crystallization of C-only (0–3.8 wt.%) and S-only (up to 2.3 wt.%) Fe-Ni metals, natural OC metal contains both C and S (Jarosewich, 1990). Understanding 

HSE variations in a combined Fe-Ni–(S, C) system therefore requires specific parametrization coefficients (Chabot et al., 2017), which we present here.

We calculated the metal–liquid partition coefficient of element E as (Chabot et al., 2017):𝐷𝐸 

ln (𝐷𝐸) = ln (𝐷0) + 𝛽𝑖𝑗ln(Fe Domains)



where D0 is the partition coefficient of E in the C- and S-free Fe-Ni system. ‘Fe domains’ is the fraction of free Fe atoms in the liquid metal, calculated for FeS and Fe3C as 

(Chabot and Jones, 2003):

Fe domains =
(1 ― 2𝑋S ― 4𝑋C)
(1 ― 𝑋S ― 3𝑋C)

As suggested by Chabot et al. (2017), we calculated the constant ij for element E and two light elements i and j after Johns and Malvin (1990):

𝛽SC =
2𝑋S

(2𝑋S + 4𝑋C) ∗ 𝛽S +
4𝑋C

(2𝑋S + 4𝑋C) ∗ 𝛽C

where S and C are constants that measure the interaction between element E and S or C, respectively (John and Malvin, 1990), and XS and XC are the molar fractions of S 

and C in the liquid, respectively, which are recalculated at each melting or crystallization step. We used the apparent distribution coefficient of S, kS, of Haack and Scott (1993) 

to model the evolution of kS as the S concentration changed in the liquid, and adopted kC = 0.4, calculated from the experiments of Chabot et al. (2006). All parameters are 

reported in Table 1. The starting composition was taken as the mean composition of metal grains in H3 chondrites measured herein (Table 1), which are similar to the 

compositions of melted metal veins in Portales Valley (H6; Figs. 4C, 5). The average carbon content and total Fe content in the UOC metal (assumed present as FeS and Fe0; 

Fe≈12.5 wt%, C≈0.26 wt% Jarosewich, 1990) were used to estimate the maximum carbon contents of OC metal precursors. By assuming that most carbon in OCs was occurring 

in the metal, we estimate a maximum of ≈2 wt.% C in the metal precursors. The occurrence of sulfur within the metal of H, L, and LL chondrites during melting is supported 

by the high FeS contents in bulk OCs (~5–6 wt.%; Jarosewich, 1990).

4.3.2. Metal crystallization

The fractional crystallization of the metal during cooling of the protoplanetary disk or after heating in the region of OC metal formation can be modeled to assess OC 

metal grain compositions. We ran Fe-Ni–(S, C) crystallization models with 0–12% S and/or 0–2% C (Fig. 6). Phosphorus has been omitted from this discussion as it does not 

produce satisfactory results whatever melting/crystallization models or S, C percentages. Models including S or C alone failed to reproduce OC chondrite compositions (Fig. 



6); therefore, the fractional crystallization of compositions containing only S or C alone cannot explain the compositional variations observed in H3 metal. Although we cannot 

exclude the incorporation of HSE-rich refractory particles into the metal (Horan et al., 2009) or Au enrichment in taenite (Okabayashi et al., 2019 and reference therein), 

several arguments challenge these hypotheses. (1) Compared to Au, Ir is not sensitive to αFe-Ni–γFe-Ni sub-solidus reactions in type-3 chondrites (Campbell and Humayun, 

2003; Okabayashi et al., 2019). Therefore, kamacite should be depleted in Au compared to the crystallization models in the Ir vs Au diagrams (Fig. 6A, C). However, in both 

diagrams, most metal grains are enriched in Au relative to the crystallization models. (2) Similarly, in type-3 chondrites, the preferential partitioning of Os into kamacite with 

respect to taenite during αFe-Ni–γFe-Ni sub-solidus reactions (Campbell and Humayun, 2003) contradicts the depletion of Os in OC metal compared to the crystallization 

model (Fig. 6E). Additionally, Ir vs Os variations are better fit by the Fe-Ni-S-C crystallization model than the Fe-Ni-C model (Fig. 6F), indicating that the starting material was 

more likely Fe-Ni-S-C metal than a composition containing only S or C.

4.3.3. Metal melting

We ran melting models using the same parameters as for fractional crystallization (i.e. 0–12% S and/or 0–4% C). The best fits were obtained for a starting composition 

with 1.5 wt.% C and 0–12 wt.% S (Fig. 7A–F). Our models predict the first liquids produced by Fe-Ni-S-C alloy melting to be depleted in HSEs, resulting in a high Ge/Ir ratio, 

and the first solids to have high HSE contents and Ge/Ir values near those of the starting composition. At higher degrees of melting, the liquid is progressively enriched in 

HSEs and has a slowly decreasing Ge/Ir ratio, whereas the solid is quickly enriched in HSEs and has a strongly decreasing Ge/Ir ratio, consistent with the HSE concentrations 

in OC metal phases (Fig. 7A–F).

During partial melting, any small residual metal grains that separate from the melt will be enriched in refractory elements (Re, Os, Ir, Pt, Ru, Rh) compared to the melt 

due to the compatible behaviors of those elements (Chabot et al., 2017), explaining the effect of grain size on composition (Horan et al., 2009). The compositional diversity 

of metal grains must then result from various degrees of melting. Moreover, any important compositional variations of the metal precursor can be ruled out in light of the 

well-constrained HSE contents and the lack of any pronounced vertical deviation from the starting composition in the HSE vs Ge/Ir diagrams (mostly within ~1 orders of 

magnitude; Fig. 7A–F). These results indicate that metal melting was the main process driving the observed compositional ranges. In addition, metal grains that have Ge/Ir>40 



show deviations of refractory elements (i.e. for Os, Re, Ru, Pt) from the model curves towards higher HSE contents (e.g. Pt content is 2 to 4 ppm higher than modeling curves, 

Fig. 7). These compositions cannot be reproduced with our melting model, even with unrealistic C or S contents and have to be related to another process. Interestingly, 

these high anomalous compositions affect only elements with T50% condensation > Pd and are observed only for the liquid with the lowest HSE content (Fig. 7). It indicates that a 

small proportion of refractory HSEs were likely incorporated into the liquid metal during melting via refractory grains formed at high temperature (Horan et al., 2009).

According to our model, the various metal compositions can be explained at a single carbon content, but require a range of sulfur contents in the starting material, 

which could be ascribed to two processes. First, a heterogeneous repartitioning of S within metal precursors would imply different starting compositions, which is unlikely 

given the lack of pronounced vertical variations of the metal composition around the starting composition. Second, some sulfur may have been heterogeneously evaporated 

from the metal during the heating event(s). However, either of these processes must have occurred at a constant C content, which could be related to the melting temperature 

of Fe-Ni-S and Fe-Ni-C systems. Indeed, at 1 bar, Fe-Ni-S and Fe-Ni-C alloys respectively melt at 988 °C (Fei et al., 1997) and 1153 °C (Hirayama et al., 1993 and references 

therein). During metal melting, sulfur, as the most volatile species of these elements, will evaporate from the Fe-Ni-S melt above the eutectic (Tachibana and Huss, 2005), 

whereas the more refractory carbon will remain dissolved in the metal (e.g. Fe3C; Mikhail and Füri, 2019). Therefore, it is reasonable that the sulfur content in the metal varies 

from grain to grain depending on the size of the particles before heating and the evaporation-condensation effect at grain edges.

Subliquidus and subsolidus data can be modeled by mixing between liquid and solid phases. As examples of extreme cases, we show specific mixing curves between 

the last solid composition (after 99% melting) and liquids resulting of 30%, 50%, 70%, and 90% melting in Fig. 7B. Such extreme cases of mixing require efficient liquid–solid 

segregation, differently sized metal grains, and a dense environment. Nonetheless, they highlight the full range of HSE compositions that can be achieved by mixing solids 

and liquids formed at different percentages of metal melting, and can account for Os/Ir variations reported by Okabayashi et al. (2019). These various degrees of melting can 

imply multiple events of partial melting, but the consistency between modeling curves and PGEs data, as well as the uniqueness of the starting composition, suggest metal 

formation from a homogeneous metallic precursor during one melting event. To be in accordance with the model presented here, this precursor has to be FeNi metal, but 

the process leading to its elemental homogeneity remains uncertain. This homogeneity and the high contents of PGEs (≈10*CI, Fig. 2) in the metal cannot be explained by 



condensation. Indeed, PGEs condense into refractory alloys, before the metal. So these PGE-alloys are likely to be incorporated randomly in metal phases, as function of Fe-

Ni nucleation, creating heterogeneously PGEs-depleted metal phases. A possibility is to produce a homogeneous precursor phase by mixing refractory-alloys and FeNi-metal 

during a melting stage(s) within a hot and dense environment such as the inner solar system. It implies that H3 chondrites precursors, and then the inner solar system, 

experienced a sequence of large-scale transient heating-cooling events, such as shock waves (e.g. Connolly and Love, 1998), and that the current metal composition reflects 

that last heating spike.

The occurrence of both C and S within the Fe-Ni metal, and the fact that metamorphism cannot account for the UOC metal composition, point out that the partial 

melting of metal precursors occurred before the accretion of the OC parent bodies but after C-S condensation, i.e. in a momentarily ‘cold’ area of the protoplanetary disk. In 

addition, the depletion of moderately volatile elements in the bulk metal compared to refractory ones (Fig. 2) could reflect metal devolatilization during heating. Nevertheless, 

the similar condensing temperatures of Cu and Au (i.e. T50%=1037K and 1060K, respectively) makes Cu volatilization unlikely while keeping Au in the metal phase. Similarly, 

the lack of evidence for the depletion of volatile Au, Pd, and Ge in kamacite grains (Fig. 3) does not support evaporation process and seems difficult to reconciles with 

temperature of FeNiS melting (Teutectic≈1000°C at 1 bar). Hence, preservation of moderately volatile elements in the metal implies heating and cooling timescales shorter than 

elemental diffusivity. At 988°C, elements of interest (i.e. Au, Pd, Ga, Cu, Ge) diffuse at a rate of D≈10-15 m²/s (Righter et al. 2005) equivalent to ≈10µm/h. At an ambient 

nebular temperature below T50%condensation S (399°C, Wood et al. 2019), heating waves of 1000°C that last for 3h or less will not produce significant devolatilization in grains 

larger than 30µm radii. In consequence, we suggest that the melting of the metal precursors resulted from large-scale heating wave(s) with high heating (>103 K/hr) and 

cooling rates (>102 K/hr; Tachibana et al., 2006). Regarding OC parent bodies accretion (Desch et al. 2018), the melting event(s) has to occur within 2 Ma after CAIs formation.



4.4. Metal-silicate interactions before accretion

At the grain scale, the distributions of Ga, W, and Mo are more variable compared to those of Re, Os, Ru, Pt, Ir, Pd, and Ge (Fig. 2A–C); for Mo, no clear correlation 

against Ge/Ir exists (Fig. 5). Chabot et al. (2017) did not report a parametrization for Mo in the Fe-Ni-C system, making it impossible to model Mo variations during melting in 

the Fe-Ni-S-C system. For Ga and W, only some of the Ga concentrations and almost none of the W compositions can be explained by melting-mixing processes (Fig. 7G–H). 

In addition, the vertical variations of Ga and W concentrations about the starting compositions (at least ≈2 orders of magnitude; Fig. 7G–H) likely indicate various metal 

precursor compositions, in contrast with the well-defined concentrations of other elements (within ≈1 orders of magnitude; Fig. 7A–F).

During the heating event(s) that triggered precursor metal melting, volatilization could have had a major impact on the concentrations of moderately volatile 

elements. As Ga is less volatile (T50% = 1010 K) than Ge (T50% = 830 K; Wood et al. 2019), elemental variations linked to evaporation will result in the depletion of Ge compared 

to Ga. However, such a depletion is not observed in OC metal phases (Fig. 3), and volatilization cannot explain the observed Ge/Ir variations (Fig. 4A). This also excludes any 

significant role of evaporation/volatilization in producing the strong depletion of Ga in the metal.

Rubin (2005) demonstrated that olivine and pyroxene in very primitive UOCs (type 3.0–3.4) show large Fe content variations (i.e. fayalite content, Fa, in olivine and 

ferrosilite content, Fs, in pyroxene) compared to those in EOCs. These variations most likely result from the occurrence of various oxidation states during chondrule formation. 

Gallium is more sensitive to oxidation state than Ge (Chou and Cohen, 1973); Ga can be siderophile or lithophile during melting depending on its redox state (Wai and Wasson, 

1979; Blanchard et al., 2015), such that small redox variations can produce important changes in the Ga content of metal. During metal melting in an oxidizing environment, 

Ga in the metal is oxidized to GaO and GaOH, and is incorporated into coexisting silicates, decreasing the Ga content in nearby metal phases. The proportion of Ga transferred 

to the silicate increases with increasing concentrations of O, and S (i.e. oxidizing agents) and decrease with increasing C (i.e. reducing agent) in the environment (Blanchard 

et al., 2015) and is therefore highly dependent on local redox conditions.

Similarly, W and Mo are very sensitive to oxidation state during metal melting events because they form multiple species (Wmetal, WO2, WO3, WS2; Mometal, MoO2, 

MoO3, MoS2), resulting in their preferential incorporation into metal, silicate, or sulfide depending on redox conditions, with W being more easily oxidized than Mo (Fegley 



and Palme, 1985). When sulfur is present, Mo is more easily sulfurized than W (Fegley and Palme, 1985). Our CI-normalized data on UOC and EOC samples show that Mo is 

enriched relative to W at all Ge/Ir values in UOCs, but relatively depleted in most EOCs (Fig. 8). This difference reflects the incorporation of Mo into sulfides due to increased 

sulfurization during metamorphism (Fig. 3F) (Kong and Ebihara, 1996). In contrast, UOC-specific patterns can be related to the influence of oxygen; Kong and Ebihara (1996) 

attributed the low (W/Mo)CI values in L3 chondrites to melting at high oxygen fugacities (fO2; log(fO2) = 10−12–10−11) compared to the usual disk value of 10-17 at ~1300 °C 

(Kong et al., 1997), leading to the incorporation of certain amounts of Mo and W into silicates. However, the lack of strong correlation between W or Mo and Ga implies that 

W/Mo variations are not solely related to fO2 conditions. Given the high S content required to reproduce metal-grain HSE compositions (Fig. 7), it is likely that the fS2 played 

a significant role in W–Mo fractionation. Therefore, heterogeneous fO2 and fS2 conditions during melting must have led to various W/Mo ratios in the metal.

The occurrence of multiple redox environments most likely reflects local variations, wherein mineral precursors locally buffered the redox conditions, rather than 

nebula-scale variations (Connolly et al., 1994). Indeed, the melting of such an assemblage including metal-silicate precursors, dust, and oxidizing agents can create local (grain-

scale) oxidizing environments independent of the solar nebula (Fegley and Palme, 1985). Thus, to account for the observed Ga-W-Mo variations in the metal, we suggest that 

fO2 and fS2 were locally defined by the evaporation of heterogeneously distributed oxidizing components such as C-, O-, and/or H-bearing insoluble organic material (Alexander 

et al., 2007), and/or hydrated phyllosilicates ± silicates (Florin et al., 2020).

4.5. Comparison of H–L–LL groups

The H, L, and LL chondrite groups form an oxidation sequence (Florin et al., 2020) characterized by an increase in olivine Fa and a decrease in metal content from H 

to L to LL (Rubin, 2005). However, in the Urey and Craig diagram (Urey and Craig, 1953), i.e. Femetal + sulfide vs FeOsilicate, H, L, and LL chondrites do not strictly follow the 

oxidation path, highlighting a loss of metal from H to LL chondrites. This loss is one of the major features of OC evolution.



Metal in H and L/LL chondrites have identical Re, Os, Ir, Pd, and Au contents (Fig. 9), precluding ’thermo-chemical’ processes (sensu lato) such as redox gradients or 

the evaporative loss of Fe as the origin of the loss of metal from OC groups. Mass balance dictates that such processes would produce significant changes in metal HSE 

concentrations (dilution/enrichment) and fractionations due to the large range of compatibilities and volatilities that characterize these elements. In contrast, Kong and 

Ebihara (1997) linked the increase of bulk-metal siderophile element contents from H to L to LL chondrites to the accretion of H-chondrite metal earlier, at higher temperature, 

and under more reducing conditions than L/LL-chondrite metal. However, the indistinguishable Re, Os, Ir, Pd, and Au contents in H–L–LL in our study indicate a common 

episode of formation for OCs and therefore agree with new computational models of H–L–LL formation based on Ca-Al-rich inclusions (Desch et al., 2018). Additionally, local 

oxidizing environment described in section 4.4 promotes the co-formation of metal and chondrules as evidenced from Hf-W chronology (Hellmann et al., 2019). Moreover, 

in our melting model, H OC metal contained up to 1.5 wt.% C, similar to the 2 wt.% C reported by Okabayabashi et al. (2019; see their Fig. 8) for L and LL metal. We concluded 

that the formation environment(s) of H, L, and LL metal grains had very similar thermodynamic conditions, but that the lower C content in H OC metal disagrees with H being 

more reduced than L and LL. In this case, the well-established evolution of redox conditions from H to L/LL metal is likely related to processes occurring after accretion.

The similarity of OC metal grain compositions thus suggests that they formed under similar conditions from a broadly homogeneous source with a constant Fe/HSE 

ratio. Thus, the variations of metal abundance and bulk-metal HSE concentrations observed in OCs sequence by Kong and Ebihara (1997) must result from the heterogeneous 

physical distribution of this batch of relatively homogeneous metal grains within the protoplanetary disk, i.e. among OC parent bodies.

Recent studies suggest that the structure of the protoplanetary disk is structured such that an important amount of dust was distributed in the OC formation 

environment which created heterogeneous pressure gradients (Brasser and Mojzsis, 2020; Izodoro et al., 2021). Such pressure gradients could have concentrated Fe-Ni metal 

grains in the formation region of H chondrites at the expense of those of L and LL chondrites, necessarily after the heating event(s) to avoid dilution effects. Another possibility 

is that the distribution of metal grains was affected by increased turbulence in the formation region of L and LL chondrites compared to that of H chondrites due to early 

instabilities within the inner solar system (Rubin et al., 2005).



5 Conclusions

We performed in-situ LA-ICP-MS analyses of highly and moderately siderophile elements (PGE, Ni, Co, Fe, Cu, Ga, Ge) in metal grains in type-3–6 H-group ordinary 

chondrites. Consistent with previous studies, our results highlight the large variability of elemental compositions within kamacite in unequilibrated ordinary chondrites. This 

range of composition decreases with increasing metamorphism. Using correlations between Ge/Ir, a tracer of metal melting, and highly siderophile element concentrations 

(e.g. Os, Re, Ru, Pt, Rh), we modeled these compositional variations by the melting of metallic phases containing 1.5 wt.% C and up to 12 wt.% S. In this model, the envelope 

of metal grain compositions (i.e. metal grains depleted in HSE compared to the model) can be explained by the envelope of possible mixtures between solid and liquid metal 

phases.

Our results also highlight large grain-to-grain variations in Mo, W, and Ga contents in H3 metal grains. Based on these variations, we drew the following conclusions.

(1) Oxidizing processes played a major role during metal formation.

(2) The oxidation state varied locally within metal-silicate precursors, buffered by the heterogeneous distribution of oxidizing agents. The associated preferential 

incorporation of redox-sensitive W, Mo, and Ga species into metal or silicates produced observed depletions/enrichments in the metal.

The very similar contents and relative abundances of HSE in the metal grains of H, L and LL chondrite implies that their metal formed in the same conditions and from 

the same precursor. Therefore, we conclude that the different metal contents of the OC groups did not result from metal loss due to chemical processes in the protoplanetary 

disk, but instead from the physical/mechanical distribution/dispersion of the metal after its formation. 
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Table 1. Mean elemental compositions of metal grains in each studied meteorite, and partition coefficients (C- and S-free, D0) and inter-element interaction parameters 
( used to model melting and crystallization. Analytical data are reported in full in the Supplementary Material.
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Figure captions
Figure 1: Reflected-light optical microscope images of the studied ordinary chondrites: (A, B) Sharps 
(H3.4); (C, D) Dhajala (H3.8); (E, F) Ste. Marguerite (H4); (G) Allegan (H5); (H) Kernouvé (H6); (I, J) 
Guareña (H6). In all pictures, silicates are dark gray, Fe-Ni alloy is white, and troilite is yellowish-brown.

Figure 2: Spider diagrams of (A–C) H3, (D) H4, (E) H5, and (F, G) H6 chondrites; elements are ordered 
by increasing volatility. The dark blue line with white symbols is the mean kamacite composition for 
each sample. The gray shaded area is the range of compositions obtained from LA-ICP-MS analyses of 
Tieschitz (H3.6; Campbell and Humayun, 2003). The dark gray curve is the bulk metal composition from 
Kong and Ebihara (1997). Values are normalized to CI chondrites (Lodders et al., 2009). In (F), one grain 
has a low Ge content of 22.4 ± 1.8 ppm (GeCI = 0.68).

Figure 3: Elemental compositions of kamacite in UOCs (blue circles) and EOCs (dark crosses). Black lines 
in (A–E, G, H) are bulk ratios from Fischer-Gödde et al. (2010), the dashed line in (F) is the W/Mo 
equilibration line during metamorphism from Kong and Ebihara (1996), and the dashed line in (I) is the 
bulk metal ratio calculated by linear regression of the H, L, and LL bulk metal data from Kong and 
Ebihara (1996). The red shaded area is the range of taenite compositions measured in EOCs (this study). 
Elements are ordered from Re to Ge by decreasing siderophile behavior.

Figure 4: Ge/Ir vs. (A) Ge and (B) Ni contents of kamacite in the studied H3 chondrites. (C) Variation of 
Ge/Ir in kamacite from the most pristine to the most metamorphosed sample studied here. The dashed 
line represents the median Ge/Ir composition in all groups.

Figure 5: Siderophile element concentrations vs. Ge/Ir ratio in kamacite. The black dashed line 
represents the median Ge/Ir ratio across all meteorites studied. UOCs are shown in various shades of 
blue, and EOCs in other colors. Elements are ordered by decreasing siderophile behavior.

Figure 6: Fractional crystallization models for various metal compositions: (A, B) Fe-Ni-S metal 
containing 0–12 wt. % S, (C, D) Fe-Ni-C metal containing 0–2 wt. % C, and (E) Fe-Ni-S-C metal containing 
0–12 wt. % S and 1.5 wt. % C. (F) Ir vs. Os diagram showing the difference between a S-free melt 
containing 1.5 wt. % C and a melt containing 12 wt. % S and 1.5 wt. % C; dashed and solid lines are 
melting (‘Melt.’) and crystallization (‘Cryst.’) models, respectively. Red and green lines indicate the 
solid and liquid compositions, respectively. Only UOC data are shown because EOCs have been 
modified by parent-body metamorphism and do not represent pristine metal compositions. Blue 
diamonds are our data and gray circles are from Okabayashi et al. (2019). Percentages refer to sulfur 
(A, B, E) and carbon (C, D) contents in the starting material.

Figure 7: Elemental analyses of H3 kamacite (blue circles) compared to our batch metal melting model 
(0.1% melting increments) for Os, Re, Ru, Pt, Pd, W, and Ga vs. Ge/Ir in logarithmic space. Our melting 
model uses the parametrization of Chabot et al. (2017) for a Fe-Ni-S-C metal containing 1.5 wt. % C 
and 0–12 wt. % S. Percentages in all panels except (B) refer to the S content of the metal. Red and 
green lines show the evolution of the solid and liquid compositions, respectively. Dashed lines 
represent mixing between the residual solid after 99% fusion and a liquid created by 30% fusion. (B) is 
identical to (A) but highlights various mixing curves between the residual solid after 99% fusion and 
liquids created by 30%, 50%, 70%, and 90% fusion. Each gray circle along the mixing curves represents 
a 5% increment, and the Ge/Ir ratio was recalculated using the Ge and Ir concentrations in the liquid 
at each melting increment. Shaded gray areas incorporate all compositions achievable under these 
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mixing conditions. Molybdenum and Ru are omitted because no  factors have been reported for 
melting with C and S.

Figure 8: W/Mo normalized to chondrite plotted against Ge/Ir. The dashed line at W/MoCI = 1 highlights 
the upper limit at which WCI becomes enriched relative to MoCI.

Figure 9: Concentrations of refractory (Re, Os, Ir, Pt) and moderately volatile (Au, Pd) siderophile 
elements in the metal in H (this study) and L/LL chondrites (Okabayashi et al., 2019).
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Figure 1, Florin et al. (2022)
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Figure 2, Florin et al. (2022)
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Figure 3, Florin et al. (2022)
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Figure 4, Florin et al. (2022)
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Figure 5, Florin et al. (2022)
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Figure 6, Florin et al., (2022)
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Figure 7. Florin et al. (2022)
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Figure 8, Florin et al. (2022)
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Figure 9, Florin et al. (2022)


