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d–d excitations in multiferroic TbMnO3 have been investigated by X-ray absorption spectroscopy

and resonant inelastic X-ray scattering at the Mn L3,2 and O K edges. Confrontation between exper-

imental data and multiplet crystal-field calculations performed for Mn3þ ions in D4h symmetry has

enabled us to identify the origin of the observed excitations and has provided reliable manganese

crystal-field parameters that enter the description of the antisymmetric exchange interaction respon-

sible for the multiferroicity in this compound. Published by AIP Publishing.
https://doi.org/10.1063/1.4990683

I. INTRODUCTION

Magnetic ferroelectric materials, usually referred to as

multiferroics, are presently one of the most actively studied

fields in solid state physics.1,2 Interest in multiferroics arises

from the prospect of controlling magnetic polarization, M, by

means of an applied electric field or, inversely, by using a

magnetic field to switch electrical polarization P. The interde-

pendence of M and P is clearly inspiring for applications in

the field of memory devices and spintronics. Two main clas-

ses of multiferroics have been identified.2,3 For type-I multi-

ferroics, the ferroelectricity is driven by structural effects

generally described as ionic displacements starting from a

centrosymmetric structure. BiFeO3 is a renowned example

with a large P, on the order of 100 lC cm�2. In the case of

type-II multiferroics, the electric polarization arises specifi-

cally as a consequence of the breaking of the magnetic order

inversion symmetry. One of the most prominent examples in

this class is TbMnO3
4–6 where a spiral magnetic structure,

present below 28 K, results in an electric polarization ascribed

to electronic charge/spin currents.7,8 When the inversion sym-

metry of the magnetic structure is broken, ferroelectric polari-

zation can develop. While the polarization P obtained for

TbMnO3 is relatively small, about 0.06 lC cm�2, the dis-

played magnetoelectric coupling between M and P is particu-

larly strong.4

In more recent studies on TbMnO3, Wilkins et al.9 have

produced evidence in favor of two noncollinear magnetic

structures below 28 K, while Walker et al. have indicated

that ionic displacements on a femtometer scale are present

when a magnetic field is applied.10,11 Therefore, it is likely

that the origin of ferroelectric polarization in TbMnO3 is

very complex and may well involve some aspects of both

type-II and type-I materials. A crucial ingredient for answer-

ing this question is the value of the crystal field (CF) acting

on the transition-metal sites. For instance, the knowledge of

the CF can be used as benchmark for the electronic structure

calculations in both types of multiferroics,12,13 as it includes

the effective on-site electronic correlations. Furthermore, the

single ion magnetic anisotropy of Mn3þ ions depends explic-

itly on the 3d CF splittings14,15 and plays a pivotal role in the

antisymmetric exchange interaction which drives the type-II

multiferroicity. This paper deals with the quantification of

the CF on Mn sites in TbMnO3.

In an ideal ABO3 perovskite structure, corner-sharing

BO6 octahedra are stacked along equivalent [1 0 0] directions,

where A is a large radius cation (e.g., alkaline earths, some 4d
transition metals, and rare earths) and B is a small radius 3d
transition-metal cation. The A cations are located at the center

of the cuboctahedral void created by the assembly of eight

BO6 octahedra. In the rare-earth manganites, A and B are rare

earth and manganese trivalent ions (Mn3þ), respectively. The

strain due to the large mismatch between the volume of the

rare-earth ion and that of the void between the MnO6 octahe-

dra is at the origin of the departure from the ideal cubic perov-

skite structure in rare-earth manganites: the so-called GdFeO3

orthorhombic distortion, i.e., a symmetry lowering from the

Pm�3m to the Pbnm space group due to a cooperative rotation

of the MnO6 octahedra along the orthorhombic [0 1 0] and

[0 0 1] directions [see Figs. 1(a) and 1(b)]. This distortion

alters the Mn–O–Mn bond angle from 180� in the undistorted

structure to� 150�, a much smaller value. The octahedral

environment of the Mn3þ (3d4) ion splits the 3d atomic level

into t2g and eg orbitals, leading to the high-spin t32ge1
g configu-

ration. According to the Jahn–Teller theorem, the degeneracy

of these orbitals should be lifted by distorting the BO6
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0021-8979/2017/122(19)/194101/6/$30.00 Published by AIP Publishing.122, 194101-1

JOURNAL OF APPLIED PHYSICS 122, 194101 (2017)

https://doi.org/10.1063/1.4990683
https://doi.org/10.1063/1.4990683
https://doi.org/10.1063/1.4990683
https://doi.org/10.1063/1.4990683
https://doi.org/10.1063/1.4990683
mailto:gheorghe.chiuzbaian@upmc.fr
mailto:gheorghe.chiuzbaian@upmc.fr
http://crossmark.crossref.org/dialog/?doi=10.1063/1.4990683&domain=pdf&date_stamp=2017-11-16


octahedra.16 In the case of TbMnO3, the MnO6 octahedra are

elongated along one O–Mn–O direction (Mn–O bond length

of 2.25 Å), the bond lengths in the plane perpendicular to this

direction being 1.89 and 1.95 Å; all O–Mn–O angles are

conserved.17

Due to the presence of an inversion center in the crystal

structure, TbMnO3 is paraelectric at room temperature. Upon

lowering the temperature, TbMnO3 undergoes three magnetic

phase transitions. The first two are related to spin ordering of

the Mn3þ ions; the third is related to the Tb3þ ions. An A-type

antiferromagnetic order sets in at TN1
� 41 K as an incommen-

surate sinusoidal order; then, at TN2
�28 K, a transversally

modulated spiral structure appears and gives birth to a ferro-

electric polarization along the c axis;4,6 finally, at �7 K, the

magnetic moments of the Tb3þ ions order antiferromagneti-

cally along the a axis.5,18

Here, we present high-resolution resonant inelastic X-ray

scattering (RIXS) measurements on TbMnO3 performed with

soft X-rays at the Mn L3 and O K edges. RIXS is ideally

suited for observing neutral low-energy excitations19 and

charge transfer (CT) between a transition metal and a ligand.

The dipole selection rules in both the excitation and the relax-

ation channels make RIXS uniquely adapted to measuring

d–d excitations. Hence, importantly here, it provides a precise

means of determining the CF by confronting CF multiplet

calculations with experimental data.

Experimental conditions are reported in Sec. II. Section

III introduces the framework of the CF multiplet calculations

for both XAS and RIXS. The comparison between calcula-

tions and measurements is given in Sec. IV, followed by a

more general discussion (Sec. V). Conclusions are drawn in

Sec. VI.

II. EXPERIMENTAL

TbMnO3 single crystals were grown in an Ar atmosphere

using the floating zone technique.20 The crystalline structure

of the sample was checked by X-ray diffraction and its orien-

tation determined from Laue X-ray diffraction patterns. The

sample was bonded to a holder using a conductive epoxy

resin such that its surface normal was oriented parallel to the

(0 0 1) plane. The surface of the sample was scraped with a

diamond file in the load-lock chamber under a pressure of

2� 10�7 mbar and immediately transferred to the analysis

chamber under a pressure lower than 5� 10�9 mbar. As the

sample is scraped in a vertical position, the presence of ran-

domly oriented crystallites at the surface that might contrib-

ute to the XAS/RIXS signals is unlikely.

The experiments were carried out at the SEXTANTS

beamline21 of Synchrotron SOLEIL (France). A He flow

cryostat was used to lower the sample temperature. XAS

spectra were recorded in total electron yield (TEY) mode by

measuring the sample drain current. The RIXS measurements

were performed with the AERHA spectrometer.22 The beam,

tuned to a specific resonance with an energy h�in, impinged

on the sample at 25� grazing incidence. The energy distribu-

tion of the scattered photons, h�out, was analyzed using a

1800 lines/mm diffraction grating and recorded with a

charge-coupled device cooled to –110 �C. Thanks to the spe-

cific design of the AERHA spectrometer, the energy resolu-

tion can be varied to get a satisfactory compromise between

resolving power and counting rate. In the present experiment,

the overall energy resolution of the RIXS data was 170 meV

at the Mn 2p3=2–3d resonance (L3 edge � 640 eV) and

140 meV at the O 1s–2p threshold (K edge � 530 eV). The

values of the beamline slits were such that h�in contributed a

broadening of 140 meV at Mn L3 and 100 meV at O K edges.

III. XAS AND RIXS CALCULATIONS

Semi-empirical CF multiplet calculations based on the

Cowan–Butler–Thole code23,24 were performed to match

both the experimental Mn L3,2 XAS and L3 RIXS spectra

with the same set of parameters. A detailed account of the

methodology used in the present calculations is given in

Ref. 25. CT effects were not taken into account in order to

reduce the number of parameters involved. In the vicinity of

the L3,2 XAS white lines, the spectral features are only

slightly affected by CT effects.26 In the case of the L3 RIXS

spectra, the inclusion of CT shifts spectral weight to higher

transferred energies, (h�in – h�out), and gives rise to CT spec-

tral features, but does not alter the position of the CF multip-

lets.25 A reduction factor of 65% is applied to the ab initio
Hartree–Fock values of the direct (Fk) and exchange (Gk)

Slater–Condon integrals to take into account the expansion

of the electron cloud in the solid compared to the atomic

distribution. The computed spectra were broadened by the

intrinsic and experimental effects. The XAS final state has a

Lorentzian broadening determined by the 2p core-hole

lifetime:�0.20 eV and �0.32 eV for Mn 2p3=2 (L3) and

2p1=2 (L2), respectively.27 For RIXS, the values given in Sec.

II for the resolution of the beamline and of the AERHA spec-

trometer were taken into account as a Gaussian broadening.

FIG. 1. TbMnO3 crystalline structure and experimental arrangement. (a) and

(b) Tilt of the MnO6 octahedra as viewed facing the a and c axis, respec-

tively. (c) Layout of the scattering geometry used in the RIXS measure-

ments. E denotes the electric vector of the incoming LH polarized light (p
polarization).
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Within the plane lying perpendicular to the elongated axis,

there are small Mn–O bond length differences (see Sec. I),

which we neglect in the following analysis, i.e., we simply

assume that the distortion lowers the symmetry of the Mn local

environment from Oh to D4h. The atomic matrix elements are

branched28–30 from the spherical symmetry corresponding to

the atomic situation to the D4h symmetry relevant to the local

environment of the atom involved in the process. Writing the

in-plane and the out-of-plane Mn–O distances as a? and b?,
respectively, the CF acting on Mn sites can be parametrized

using Dq, Ds, and Dt as follows:31 DqðuÞ ¼ ð1=6Þzer4=u5

(u¼ a? or b?), Ds ¼ Cpða?Þ � Cpðb?Þ, where CpðuÞ ¼ ð2=7Þ
zer2=u3, and Dt ¼ ð4=7Þ½Dqða?Þ � Dqðb?Þ�. Here, ze repre-

sents the charge of the ligand and rn is the mean nth power of

the electron radial distribution of the 3d transition-metal ion.

These parameters are related to the CF parameters used by

Butler25,28 as: Dq ¼ ½1= 6
ffiffiffiffiffi
30
p� �

�X400 � ½7= 30
ffiffiffiffiffi
42
p� �

�X420; Ds

¼ � 1=
ffiffiffiffiffi
70
p� �

X220, and Dt ¼ �½2= 5
ffiffiffiffiffi
42
p� �

� X420.

In the XAS simulations (see below the comparison with

the experiment), the orientation of the electric vector of the

linearly polarized light relative to the tilts of the C4 axis of

the MnO6 octahedra is fully taken into account. State-of-the-

art RIXS calculations were performed to obtain the isotropic

response of the system. The implementation of anisotropic

aspects in RIXS calculations is presently under develop-

ment.32 We note, however, that the CF parameters extracted

from our simulations are reliable because the energies of the

Mn d–d excitations are determined by the local D4h symme-

try of the Mn3þ ions, whatever the orientation of the octahe-

dra to which they belong.

IV. EXPERIMENTAL AND COMPUTATIONAL RESULTS

The Mn L3,2 XAS spectra of TbMnO3 recorded at room

temperature are shown in Fig. 2. According to the orientation

of the crystallographic axes relative to the sample position

[see Fig. 1(c)], at normal incidence, linear horizontal (LH) and

linear vertical (LV) polarizations correspond to ðqin? a;E k

b; qin k cÞ and ðE k a; qin?b; qin k cÞ, respectively, where

qin is the wave vector of the incident beam with electric field

E. When the sample surface is oriented to 25� grazing inci-

dence, the use of LH polarization delivers a configuration

close to ðqin? a; qin k b;E k cÞ, while for LV polarization,

the orientation can be described as ðE k a; qin k b; qin? cÞ.
As these measurements were made in TEY mode, they are

expected to be sensitive to the quality of the surface. It is seen

that the spectra are hardly affected by the change in incidence

angle of the incoming light indicating that contribution from

surface contamination is negligible. This reinforces the reli-

ability of far less surface sensitive RIXS data as compared to

TEY. At low temperatures (�25 K), the sample conductivity

is substantially reduced, thus preventing measurements using

the sample drain current.

All XAS spectra display a pronounced shoulder

(denoted by a in Fig. 2) initiating a white line with three

well-resolved maxima (b, c, and d) followed by a shoulder

(e). Our spectra show only very slight polarization depen-

dence, at variance with XAS TEY data previously reported

for a single crystal33 or thin films34 with the same composi-

tion. However, our data are in excellent agreement with

more recent XAS spectra.35

Mn L3 RIXS spectra were recorded, with incoming LH

polarized light (p polarization), at room temperature and at

25 K for all incoming photon energies h�in defined in Fig. 2.

As the data show very similar spectral features for both tem-

peratures, only the 25 K data are presented in Fig. 3. The

main features indicated with dashed lines in Fig. 3 corre-

spond to energy loss values of 1.6, 2.4, and 3.0 eV. As they

appear at constant (h�in – h�out), we attribute them to on-site
Mn d–d excitations. Broader features are also observed at

higher energy, e.g., between �4 and 10 eV in the RIXS spec-

trum recorded at h�in¼ 640.0 eV (see a in Fig. 2). As the

energy loss associated with these features increases in the

same way as the incoming photon energy, they are related

either to CT excitations corresponding to 3d4! 3d5L�1,

where L denotes an oxygen ligand around the Mn site, or to

fluorescence (or a combination of both).36

FIG. 2. Mn L3,2 XAS for TbMnO3 recorded at room temperature with pho-

tons having linear horizontal (LH) and linear vertical (LV) polarizations, as

well as in two geometries: at normal incidence and 25� grazing incidence of

the beam relative to the sample surface.

FIG. 3. Mn L3 RIXS for TbMnO3 recorded at 25 K. The letters refer to the

Mn L3,2 XAS spectrum (Fig. 2) and indicate the incident photon energies

used in the RIXS measurements. The abscissa is given as the energy (h�in

– h�out) lost by the photons in the inelastic scattering process. Vertical

dashed lines are guide to the eye for the main groups of losses.

194101-3 Feng et al. J. Appl. Phys. 122, 194101 (2017)



It is interesting to note that optical spectroscopy of the

parent rare-earth manganites has outlined the difficulty of

classifying these compounds either as CT or as Mott–Hubbard

insulators37 and has revealed the presence of an inter-site (Mn

3d–Mn’ 3d) excitation.38 RIXS measurements at the Mn K
edge, obtained with an overall energy resolution of � 1 eV,

have shown a broad energy-loss feature at �2.9 eV that has

been interpreted on the basis of first principles band structure

calculations to a mixture of on-site (Mn 3d–Mn 3d) and inter-

site (Mn 3d–Mn’ 3d) excitations.39 Considering only on-site

d–d excitations delivers an adequate interpretation of the Mn

L3 RIXS measurements in the present contribution.

Because of the overlap between Mn 3d states and O 2p
ligand states, we expect to observe the signature of Mn d–d
excitations when performing RIXS measurements at the O K
resonance. This possibility was first identified in CuGeO3

40

and confirmed in the case of NiO41,42 and La2CuO4.43 Our O

K XAS and RIXS results for TbMnO3 are presented in Fig. 4

(as before, the O K RIXS data recorded at room temperature

and at 25 K have similar shape and only the low temperature

data are shown in this figure). The XAS spectrum probes

unoccupied O 2p states and displays four main structures for

incident photon energies h�in of 529.4, 530.2, 533.6, and

535.8 eV. The RIXS spectra show two separable contribu-

tions. For incoming photon energies 528.4� h�in� 530.2 eV,

a Raman-like spectral feature is found at 2.4 eV constant

energy-loss. Based on the Mn L3 RIXS, it is attributed to a

Mn d–d excitation by analogy with what has been reported in

previous O K RIXS studies.40–43 A second contribution arises

from the resonant 2p! 1s fluorescence-like emission (shown

as vertical bars in the bottom panel of Fig. 4), at constant

h�out photon energies, coming from the occupied O 2p den-

sity of states (DOS). The latter contribution sets in already

when the incoming photon energy is tuned 1 eV below the

first white line. The spectral weight of the resonant emission

increases with the energy of the incoming photons and largely

dominates the RIXS spectra, as expected. We note that the

Raman-like contribution showing up at 2.4 eV energy loss

can be conveniently disentangled, provided that a sufficient

number of incident energies are used for recording the RIXS

spectra.

In order to obtain a parametric description of the CF acting

on the Mn3þ sites, we simulated the Mn L3,2 XAS spectrum

and the Mn L3 RIXS spectra using the same set of Dq, Ds, and

Dt values. The simulated spectra are shown in Fig. 5 along with

the experimental results (for XAS, the case of LH polarized

light at normal incidence is shown). We worked with a Racah

parameter B¼ 800 cm�1, given by ab initio Hartree–Fock cal-

culations after reduction of the Slater–Condon parameters (see

Sec. III). The best Dq, Ds, and Dt set was obtained after exami-

nation of a large number of combinations, as described in Ref.

44. As CT was not included in the calculations, we privileged

agreement between predicted and experimental peak positions

for RIXS and the main maxima of the L3 XAS shape. The

values obtained were as follows: 10Dq¼ 1.6 eV, Ds¼ 0.31 eV,

and Dt¼ 0.06 eV. Conserving these values for the core-hole

state assumes that the presence of the core-hole potential does

FIG. 4. XAS (top panel) and RIXS spectra (bottom panel) recorded for

TbMnO3 at O K edge. Vertical lines in the XAS spectrum (taken at room

temperature) indicate the incoming photon energies used to record the RIXS

spectra recorded at 25 K, the values being listed in the bottom panel. Short

vertical bars in the lower panel are a guide to the eye for the main

fluorescence-like bands recorded with h�in¼ 535.8 eV.

FIG. 5. Simulated and measured XAS and RIXS spectra of TbMnO3 at Mn

L3,2 edges. Top panel: XAS (the non-resonant contribution has been sub-

tracted to make the comparison with the simulation easier). XAS measured

and calculated spectra are shown for LH incoming light at normal incidence.

Bottom panel: the energies a–e used to record the RIXS spectra are the same

as in Fig. 2; the continuous and dashed lines are the experimental and calcu-

lated spectra, respectively.

194101-4 Feng et al. J. Appl. Phys. 122, 194101 (2017)



not alter the CF strength. This assumption, widely used in pre-

vious studies,25 makes it possible to work with a reasonable

number of CF parameters. The simulated results are in very

good agreement with the measured spectra and allow, accord-

ing to Ref. 44, the following identifications to be made: the

peak located at 1.6 eV energy loss is due to transitions from the
5B1g ground state to a manifold of 5A1gþ5B2gþ3Eg excited

states; the peak at 2.4 eV and that at 3.0 eV can be attributed

to 5B1g!5Egþ3A1gþ3A2gþ1A1g and 5B1g!3B1gþ1B1gþ3Eg

þ3B2g orbital excitations, respectively.

V. DISCUSSION

The CF approach has generally demonstrated its ability

to provide a good understanding of the energy levels of 3d
and 4f cations in a symmetrical environment of anions.

However, the quantitative agreement of the theoretical pre-

dictions (point charge model, angular overlap model) with

experiments is poor, even when covalent bonding is included

within the framework of the ligand field theory. The main

difficulties in the calculation of CF parameters arise from the

moments r2 and r4 of the radial distribution. Typically, the

experimental r2=r4 ratio is several times lower than the val-

ues calculated for free 3d ions (see Ref. 45 and references

therein). A further complication is added by the way the

ligands are described; the spatial extension of the O 2p states

makes it difficult to handle the ligand in terms of point

charges with an effective charge ze (see, e.g., Ref. 31) and

demands for a more sophisticated approach. Efforts to take

into account both electrostatic and hybridization effects con-

tinue to be made to get better predictions, as they are essen-

tial for a quantitative modelization of ferroelectric materials.

Such a goal requires an accurate determination of phenome-

nological CF parameters.46

Some insight into the effect of CF on the unoccupied

electronic states can be obtained from the O K edge spectra

(Fig. 4). Electric dipole 1s$ 2p transitions bring out the unoc-

cupied O 2p partial DOS in the XAS data as well as the occu-

pied DOS in the fluorescence-like contribution to the RIXS

data. Following the analysis of various Mn compounds where

the transition metal is found in a distorted octahedral environ-

ment,47–51 the O K XAS feature at 529.4 eV can be tentatively

assigned to O 2p states hybridized with Mn (3z2 – r2) from the

eg branch and the 530.2 eV energy loss can be linked to O 2p
states hybridized mainly with Mn (x2 – y2) states. The energy

separation D¼ 0.8 eV measured in O K XAS is expected to be

different from Deg
¼ eðx2�y2Þ � eð3z2�r2Þ. The difference d ¼ D

�Deg
can be explained by the core-hole binding energy differ-

ence for oxygen atoms situated in-plane (planar positions) and

out-of-plane (apical positions along the C4 symmetry axis).

According to the present parametrization, Deg
¼ 4Dsþ 5Dt

¼ 1:54 eV, therefore leading to an anomalous core-hole bind-

ing energy difference d� –0.74 eV. This observation clearly

indicates that such simple models to extract the CF splitting

from the O K XAS can be applied to manganites only in partic-

ular cases. The hybridization between occupied O 2p and Mn

3d states can be observed from the O K fluorescence-like reso-

nant emission: the spectra show four main bands, marked with

short vertical bars in the RIXS spectra of Fig. 4. The relative

intensity of the bands has a strong h�in dependence. The O 2p
partial DOS calculations presented in Ref. 33 display a rela-

tively good agreement with the unoccupied O 2p states

obtained with the present O K XAS. On the other hand, agree-

ment between occupied O 2p states revealed by O K resonant

emission and calculations in Ref. 33 is rather poor.

Our approach involving the Mn L3 edge relies only on

symmetry considerations and provides an explicit way for

characterizing the tetragonal distortion of MnO6 octahedra in

TbMnO3. The CF parameters are the best values matching

the D4h environment. In other words, the parameters Dq, Ds,

and Dt can be used without the need for renormalization

accounting for the surrounding of the Mn3þ ion and are to be

regarded as pure numerical parameters, including both sym-

metry effects and Mn 3d–O 2p hybridization. Recently, an

attempt to better understand the contributions of electrostatic

and hybridization effects has been presented,52 based on

Wannier functions. In particular, the TbMO3 series, where M

is a 3d transition-metal ion with a formal number nd of d
electrons, was studied; an hypothetical tetragonally distorted

perovskite structure (space group P4/mmm; a¼ 3.86 Å and

c/a¼ 1.1) was assumed whatever M. For nd¼ 4 (M¼Mn), it

is predicted that the hybridization should lead to an inversion

of the energy levels corresponding to the (xy) and (xz, yz)

states that originate from the octahedral t2g state, i.e., the

energy difference Dt2g ¼ eðxyÞ � eðxz;yzÞ was found negative in

Ref. 52. The energy separation Deg
between the (x2 – y2) and

(3z2 – r2) states remains positive in the model as expected

from simple electrostatic considerations based on the shape

of the d orbitals. This is not supported by our findings.

Within the (Ds, Dt) parametrization, the energy differences

are given by (see, e.g., Ref. 31): Dt2g
¼ 3Ds� 5Dt and

Deg
¼ 4Dsþ 5Dt. These expressions, derived from symme-

try considerations, adopt a pure numerical parametrization,

as already mentioned. According to our results, it is found

that Dt2g
¼ 0:63 eV ð> 0Þ and Deg

¼ 1:54 eV ð> 0Þ. We note

that the parameters obtained here lead to a separation of only

0.06 eV between the (xy) state from the t2g branch and the

(3z2 � r2) state from the eg branch, clearly opening the possi-

bility for state mixture. The magnitude of the Jahn–Teller

splitting (>300 meV) of the Mn3þ 3d levels supports the

dominant role attributed to Jahn–Teller effects in the orbital

ordering in TbMnO3.12

VI. CONCLUSIONS

Combining element specific RIXS and XAS measure-

ments at the Mn L3,2 edges with CF multiplet calculations

provides accurate parameters for the description of tetrago-

nal distortion of the Mn3þ environment in TbMnO3. The pre-

sent work represents a first step toward reliable calculations

of the energies involved in ionic displacements which might

enter the emergence of electric polarization in TbMnO3 and

are relevant to the description of the magnetic interactions in

this compound.
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