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An increased carbon content strengthens Co–Cr–Mo alloys for use in a broad range of industrial applications. In this study, we investigated the influence of the 
carbon content (0.04–2.5 mass%) on the porosity and micro-structure of Co–27Cr–6Mo (mass%) alloys during atomization and electron-beam powder bed fusion 
(EB-PBF). Quantitative X-ray computed tomography clarified that the volume fraction of pores in the raw powders monotonically increased with the carbon 
content, as a potential effect of the significant reduction in the liquidus temperature. In contrast, the porosity evolution in the investigated alloys during EB-PBF 
under identical building conditions suggested an influence of carbon concentration that was distinct from that in the powder. These alloys exhibited negligible 
porosity fraction for 0.04 and 0.22 mass% and a maximum volume fraction (~0.3 vol.%) at 2.0 mass%, followed by a remarkable reduction caused by further 
carbon addition. The porosity of the as-built alloys could be correlated to the solidification behavior varying with carbon concentration. The smoother and more 
flat solidification front during the cellular (0.04 and 0.22 mass%) and eutectic (2.5 mass%) solidification could effectively eliminate the gas bubbles from the 
melt pool, whereas the complicated morphology at the solid–liquid interfaces during the dendritic growth (1.5 and 2.0 mass%) hindered the pore elimination in 
the melt pool. Adding carbon significantly increased the Rockwell hardness of the as-built specimens, reaching a signif-icantly high value of HRC59 at 2.5 mass% 
of carbon, primarily due to the formation of hard carbide precipitates. The obtained findings could be beneficial to reduce entrapped gas pores thereby 
contributing to the development of highly durable metal components.   

1. Introduction

Co–Cr–Mo alloys have been widely used in biomedical applications
such as artificial hip/knee joints, spinal instrumentation devices, and 
dental restorations owing to their excellent combination of wear resis-
tance, corrosion resistance, mechanical properties, and biocompatibility 
[1–5]. The further development of the mechanical and biological 
properties of highly durable implants with prolonged service lives is still 
required despite the abundant clinical achievements. Various studies 
have been conducted to improve the performance of Co–Cr–Mo alloys 

via alloy design and thermomechanical processing [6–14]. A novel 
process is required for manipulating the microstructure and properties 
of the designed alloys; this is because the typical processing of alloys via 
plastic deformation is challenging due to limitations in the capability of 
these techniques to control microstructure and geometry. 

Additive manufacturing (AM) is a promising manufacturing tech-
nology that enables the fabrication of complex geometries and the 
tailoring of the microstructures and mechanical properties of metallic 
materials [15–20]. The electron-beam powder-bed-fusion (EB-PBF) 
[21–24] process utilizes an electron beam as a heat source to selectively 
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melt the thin raw powder layer (powder bed) in a vacuum environment. 
It offers several advantages such as a sufficiently high energy density for 
melting refractory metals [25,26], a high scanning speed, and low re-
sidual stress, thereby rendering it suitable for fabricating high-quality 
metal components. 

One of the vital materials that have been produced using EB- [27–31] 
and laser (L)-PBF [32–38] are biomedical Co–Cr–Mo alloys, whose 
compositions satisfy the ASTM F75 standard. The as-built Co–Cr–Mo 
alloys prepared using PBF techniques exhibit a columnar microstructure 
of the face-centered cubic (FCC) γ-phase [22,30–32]. Carbide precipi-
tation is observed in the as-built microstructures of the alloy after 
EB-PBF. Sun et al. [27] reported that the M23C6-type carbide precipitates 
formed in the Co–28Cr–6Mo–0.23C–0.17N alloy at the columnar grain 
boundaries along the build direction (BD). Tan et al. [28] demonstrated 
using atom probe tomography and transmission electron microscopy 
that two types of carbides, i.e., M23C6 and M6C, coexisted in EB-PBF 
Co–28.50Cr–6.00Mo–0.22C–0.15N alloy components. 

The EB-PBF process is capable of producing homogeneously 
distributed fine carbide precipitates in biomedical-grade Co–Cr–Mo al-
loys that are unobtainable via casting, rendering it an attractive method 
for manipulating the microstructure and mechanical properties of the 
alloy. Moreover, alloys with high carbon contents that cannot be 
handled in conventional processing routes (e.g., hot forging) are pro-
cessable using PBF. Therefore, we examined the possibility of processing 
high-carbon Co–Cr–Mo alloys (up to 2.5 mass%) via EB-PBF for indus-
trial applications, e.g., cutting tools for corrosive environments such as 
seawater. Fig. 1 shows a vertical section of the phase diagram for the 
Co–27Cr–6Mo–xC (mass%) system, as calculated using Thermo-Calc 
software (Thermo-Calc 2022a, Database: TCNI8: Ni-Alloys v8.6). The 
FCC γ-phase exists as the primary phase solidified from the liquid phase. 
Increasing the carbon content potentially enhances the hardness of al-
loys owing to the increased amount of hard carbide phases (M23C6 and 
M7C3). In contrast, the solidification behavior will be altered depending 
on the carbon content, which in turn affects the microstructural features. 
Increasing the carbon content significantly reduces the liquidus tem-
perature, and the alloy containing approximately 2.5 mass% of carbon is 
located near the eutectic composition. 

The powder characteristics also affect the quality of the built com-
ponents [39–41]. Notably, pores in the raw powder remain in the 
as-built specimens, even in cases where the relative density of the 
as-built components was extremely close to 100%, and these pores often 
act as crack initiation sites during fatigue loading [42–46]. Although hot 
isostatic pressing is employed to fill such pores and enhance the fatigue 
properties, the entrapped gas pores cannot be completely eliminated in 

principle [45]. A solution is to reduce the pores in the raw powders and 
eliminate the powder-originated pores during the subsequent EB-PBF 
process. 

X-ray computed tomography (XCT) is an exhaustive method to detect 
pores and quantify their size and shape inside the bulk of a material [47, 
48]. Laboratory-based XCT is sufficient to detect large (>10 µm in size) 
pores in X-ray absorbent samples [49]. 

In this study, to fundamentally understand the correlation between 
the solidification behavior and porosity, we examined the effect of 
carbon concentration on the porosity of the raw powder and its variation 
in the bulk specimens during EB-PBF using XCT. The results revealed 
that an alteration in the solidification mechanism with the carbon 
content significantly affected the porosity of both the raw powder and 
as-built components in addition to the microstructural and mechanical 
characteristics. 

2. Material and methods

2.1. Raw powders 

In this study, we prepared five different Co–27Cr–6Mo–xC (mass%) 
alloy powders with varying carbon contents (0.04–2.5 mass%). The 
chemical compositions of the prepared powders are listed in Table 1. 
The concentrations of the constituent metallic elements were deter-
mined using inductively coupled plasma optical emission spectrometry 
(ICP-OES) (ARCOS FHM22 MV130, SPECTRO Analytical Instruments, 
Germany), while the nitrogen concentrations were determined using the 
He carrier fusion-thermal conductivity method (ON836, LECO, USA). 
The carbon concentrations were determined using the combustion- 
infrared absorption method (CS844, LECO, USA). Hereafter, according 
to their carbon content, these alloys are referred to as the 0.04C, 0.22C, 
1.5C, 2.0C, and 2.5C alloys, among which the 0.04C and 0.22C alloy 
powders satisfy the ASTM F75 standard for biomedical applications. The 
0.22C powder was produced at AP&C (Canada) but procured from 
Arcam (Sweden). The other powders were produced by Ar-gas atomi-
zation after the vacuum induction melting of raw materials at Sanyo 
Special Steel (Japan). 

Thin-wall specimens with a cross-section of 20 mm × 2 mm and a 
height of 20 mm were manufactured by the Arcam A2X system using 
five distinct carbon-content powders. The sample dimensions were 
determined by considering industrial cutters as a potential application. 
Support structures with a height of 5 mm were used beneath the spec-
imens. Identical building conditions (as stated in Table 2) were 
employed for each powder to isolate and examine the influence of the 
carbon content. The building parameters were determined based on the 
standard conditions for the Arcam Co–Cr–Mo alloy powder. The powder 
bed was preheated at 850 ◦C to suppress the “smoke” caused by the 
accumulation of negative charges in the raw powder [50,51]. The 
Rockwell hardness (HRC) of the as-built specimens was determined 
using DXT-10 equipment (Matsuzawa, Japan). 

2.2. Particle size distribution measurement 

The particle size distributions of the prepared powders were 
analyzed using a laser-diffraction particle size distribution measuring 
apparatus (LS230, Beckman Coulter, USA). The particle diameters of 
10%, 50%, and 90% of the cumulative particle size distributions are 
denoted with d10, d50, and d90, respectively. ΔH denotes a value repre-
senting the particle size range in the particle size distribution, which was 
calculated using the following equation: 
ΔH =  d90 − d10. (1)  

2.3. Surface and cross-sectional characterization 

The surfaces of the powders and as-built specimens were recorded 
Fig. 1. Vertical section of the phase diagram for the Co–27Cr–6Mo–xC (mass%) 
system calculated using Thermo-Calc software. 
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using scanning electron microscopy (SEM, S-3400, Hitachi High- 
Technologies, Japan) operated at 15 kV. The corresponding cross- 
sectional images were acquired using field-emission SEM (FE-SEM, 
JSM-7100 F, JEOL, Japan) at an accelerating voltage of 15 kV. Electron 
backscatter diffraction (EBSD) scans of the as-built specimens were 
performed using a field-emission SEM (FE-SEM) (XL30S-FEG, FEI, USA) 
operated at 20 kV. The EBSD data were acquired and analyzed using a 
TSL-OIM system (ver. 7.3, EDAX, USA). The precipitates formed in the 
as-built samples were investigated using field-emission electron probe 
microanalysis (FE-EPMA, JXA-8530 F, JEOL, Japan) at an acceleration 
voltage of 15 kV. These microstructural characterizations were per-
formed at the middle height of each as-built specimen. The samples for 
SEM, EBSD, and EPMA were prepared by mechanical grinding using 
emery paper (up to #3000, Struers, Japan), polishing with a 0.3 µm 
alumina suspension (AP-A, Struers, Japan), and finally mirror-finishing 
using a 0.04 µm colloidal silica solution (OP-U, Struers, Japan). 

2.4. XCT analysis 

The morphology, size, and fraction of pores inside the raw powders 
and as-built samples were quantitatively investigated by performing 
XCT static scans using a Phoenix V|tome|x system (GE, USA) [52] with 
an accelerating voltage of 100 kV. The raw powders were encapsulated 
into a polymer tube with an inner diameter of 3 mm for XCT measure-
ments. The as-built samples were machined into the dimensions illus-
trated in Fig. S1, and they were designed for the in-situ XCT experiments 
involving tensile loading. The whole gauge portion of each specimen 
was analyzed with a voxel size of 2.0 µm and 1.5 µm for the powders and 
as-built specimens, respectively. Each sample was spanned over 360◦, 
and 1200 projection images were captured at an increment of 0.3◦

during scanning with an exposure time of 333 ms for each projection 
and a total acquisition time of 25 min. The pores in the powders and 
as-built specimens were detected and separated from the slice images 
using 3D ImageJ Suite [53]. The separation routine is described in 
Ref. [54]. The three-dimensional structures of the separated pores in the 
powders and as-built samples were reconstructed, and a quantitative 
porosity analysis was performed using Fiji ImageJ [55]. 

3. Results

3.1. Powder size and morphology 

The particle size distribution of the prepared powders is illustrated in  
Fig. 2, wherein the results for the commercial 0.22C powder displayed a 
single peak at approximately 50 µm. The other powders, i.e., 0.04C, 
1.5C, 2.0C, and 2.5C, exhibited bimodal distributions as a product of not 

being sieved. In addition, a major peak existed at approximately 50 µm, 
which was similar to that of the 0.22C powder. A minor peak was pre-
sent at approximately 20 µm for the gas-atomized powders. The fraction 
of the larger particles with a particle size range of 100–140 µm was 
higher in the 2.0C and 2.5C powders, suggesting an increase in size with 
the carbon content. 

The d10, d50, and d90 values of the prepared powders are summarized 
in Table 3. The d50 values did not exhibit a significant difference be-
tween the alloys, located at approximately 50 µm for all the powders. 
The ΔH value of the 2.5C powder was the largest (65 µm), whereas that 
of the 0.22C powder was the smallest (35 µm), as this powder did not 
contain finer particles at ~20 µm (Fig. 2). 

The surface morphologies of the powders are depicted in Fig. 3, 
which demonstrates that all powders were predominantly spherical. 
Secondary particles (i.e., satellites) were attached to the surfaces of the 
larger particles in all the prepared powders, thereby producing aggre-
gates as non-spherical particles. Thus, the minor peaks at approximately 
20 µm in Fig. 2 for the gas-atomized powders were attributed to the 
satellite particles generated during gas atomization. 

3.2. Powder microstructures 

Cross-sectional SEM-backscattered electron (BSE) images of the 
prepared powders are portrayed in Fig. 4. The 0.04C and 0.22C powders 
represented similar microstructures comprising relatively equiaxed 
grains at the given cross-sections. Some bright regions were observed at 
the grain boundaries, denoting secondary-phase precipitation. Fine 
dendritic microstructures were observed for the alloy powders with 
carbon contents ≥ 1.5 mass%, and nanosized precipitates were observed 
in the interdendritic regions of the 2.5C alloy powder (Fig. 4(e)). 

Table 1 
Chemical compositions of raw powders prepared in this study (mass%).  

Alloy Co Cr Mo Ni Si Mn Fe N C 
0.04C Bal.  27.0  5.86 < 0.05  0.40  0.53  0.09  0.11  0.03 
0.22C Bal.  27.1  5.60 < 0.05  0.25  0.55  0.32  0.13  0.21 
1.5C Bal.  26.6  5.85 < 0.05  0.41  0.55  0.12  0.04  1.40 
2.0C Bal.  26.1  5.87 < 0.05  0.38  0.53  0.10  0.03  1.91 
2.5C Bal.  26.3  5.95 < 0.05  0.41  0.54  0.15  0.02  2.47  

Table 2 
Building parameters employed in this study.  

Parameter Value 
Preheating temperature (℃)  850 
Beam current (mA)  5.5 
Speed function (–)  25 
Focus offset (mA)  15 
Line offset (mm)  0.2 
Layer thickness (μm)  70  

Fig. 2. Particle size distributions of raw powders used in this study.  

Table 3 
Particle sizes of raw powders prepared in this study.  

Alloy d10 (μm) d50 (μm) d90 (μm) ΔH (μm) 
0.04C  23  50  80  57 
0.22C  41  52  76  35 
1.5C  20  47  79  59 
2.0C  23  50  81  57 
2.5C  22  49  87  65  
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3.3. Volume fraction and size distribution of pores in the powders 

The cross-sectional XCT images of the prepared powders are pre-
sented in Fig. 5, wherein pore sizes ranging from several micrometers to 
several tens of micrometers were detected in some granules of the five 
alloy powders, regardless of the carbon content. The closed pores were 
separated from these data to reconstruct the three-dimensional (3D) 
images of these internal pores, as depicted in Fig. 6 (see also Video S1 in 
the Supplementary Material). The reconstructed 3D images revealed 
that the pores were spherical and uniformly distributed throughout the 
powder. 

Supplementary material related to this article can be found online at 
doi:10.1016/j.addma.2022.103134. 

The volume fraction of the pores in the raw powders is presented in  
Fig. 7, as calculated from the 3D reconstructed XCT results by dividing 
the pore volume by the powder volume. It was unveiled that the 0.04C 
powder exhibited the lowest porosity (~0.09 vol.%), and the porosity of 

the 0.22C powder was almost equivalent to that of the 0.04C powder. A 
further increase in the carbon content (≥1.5 mass%) significantly 
increased the volume fraction of pores in the gas-atomized powders, 
with the 2.5C powder displaying the highest pore content of approxi-
mately 0.37 vol.%. 

The size distributions of pores for each composition are shown in  
Fig. 8(a−e). The pores observed were dominantly lower than 25 µm in 
diameter. Larger pores in the diameter range of 25–45 µm can be seen 
exclusively in the histograms of the high-carbon (≥1.5 mass%) powders. 
The relationship between the maximum pore diameter and carbon 
content is depicted in Fig. 8(f). The porosity was similar for the 0.04C 
and 0.22C powders and was significantly increased in the high-carbon 
powders, following an approximately linear trend. 

The volume fraction of the pores for a specific particle size of each 
powder is illustrated in Fig. 9, which indicated that the powder porosity 
increased with the particle size. The porosity of the powders for identical 
particle sizes increased with the carbon content. 

Fig. 3. SEM images of (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C powders.  

Fig. 4. Cross-sectional SEM-BSE images of (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C powders.  
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3.4. Microstructures of as-built specimens 

The SEM-BSE images of the as-built specimens prepared using the 
EB-PBF under identical building conditions are portrayed in Fig. 10, 
displaying columnar microstructures growth along the BD in the 0.04C 
and 0.22C alloys (Fig. 10(a) and 10(b)) with fine precipitates identified 
along the columnar grain boundaries. The as-built specimens of the 1.5C 
and 2.0C alloys exhibited well-defined, complicated dendritic 

microstructures, as shown in Fig. 10(c) and 10(d), respectively. There 
are two types of precipitates present, displaying as black and white 
phases. Notably, well-defined dendrite arms appeared in the 2.5C alloy 
(Fig. 10(d)). The SEM-BSE images demonstrated that the black phase 
was formed between the primary dendrite arms, whereas the white 
phase forming the final solidified portion was observed between the 
secondary dendrite arms. A further rise in the carbon content to 2.5 mass 
% produced the gray region containing fine particles, as observed from 

Fig. 5. Cross-sectional morphologies of (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C powders, as obtained by XCT.  

Fig. 6. 3D reconstructed pore morphologies of (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C powders, as obtained by XCT.  
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the SEM-BSE image displayed in Fig. 10(e). 
The high-magnification SEM-BSE images and the corresponding 

EPMA elemental mapping of the as-built specimens are presented in  
Fig. 11. The 0.04C alloy (Fig. 11(a)) contains precipitates enriched with 
Cr, Si, and Mo at the columnar grain boundaries, whereas Co was pri-
marily distributed in the grain interior. A similar elemental distribution 
was observed in the 0.22C alloy specimen, as depicted in Fig. 11(b). 
These grain boundary precipitates were enriched with carbon, indi-
cating the formation of carbides as a film along the columnar grain 
boundaries, as reported previously [28]. The elemental mapping of the 
1.5C and 2.0C alloys (Fig. 11(c) and 11(d)) revealed that the black and 
white precipitates in the SEM-BSE images were enriched with Cr and 
Mo, respectively. In addition, Si was preferentially partitioned into the 
white phase, and more carbon enrichment was observed in the black 
precipitates, as represented by a notable concentration difference be-
tween the two precipitated phases. Although the morphology of the 
precipitates significantly varied in the 2.5C alloy, the elemental 

Fig. 7. Volume fraction of porosity in investigated powders as a function of 
carbon content. The error bars were obtained from multiple XCT 
measurements. 

Fig. 8. Pore diameter distributions of pores of (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C powders, as obtained by XCT. (f) Maximum pore diameter in the 
raw powders as a function of carbon content. 

Fig. 9. Volume fraction of porosity in powders at particle sizes: (a) 0.04C, (b) 0.22C, (c) 1.5C, (d) 2.0C, and (e) 2.5C alloys.  
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partitioning tendency remained unchanged (Fig. 11(e)). Nonetheless, 
the carbon concentration of the carbide phase in the 2.5C alloy seems to 
be lower than that in the 2.0C alloy, which could be attributed to the 
distributions of the other alloying elements, such as Mo and Si. 

The image quality (IQ), inverse pole figure (IPF), and phase maps of 
the as-built specimens prepared with EB-PBF are illustrated in Fig. 12, as 
obtained by the EBSD measurements. The M23C6 carbide is a potential 
carbide phase in the system [28] that was excluded from the EBSD 
measurements because the γ-phase and M23C6 carbide could not be 
easily distinguished as they have similar FCC structures. Only the 
γ-phase was observed in the 0.04C and 0.22C alloys forming a columnar 
microstructure that extended along the BD. This showed that the 
preferred growth orientation of the columnar grains was in the 〈001〉γ 

direction aligned with the BD, as observed in biomedical Co–Cr–Mo 
alloys fabricated using EB-PBF [28,30,31]. The high-carbon alloys (i.e., 
1.5C, 2.0C, and 2.5C) did not display such a preferential crystal growth 
and exhibited more complicated microstructures. The matrices of the 
1.5C and 2.0C alloy specimens comprised a combination of the γ-phase 
and the plate-like ε-phase with a hexagonal close-packed (HCP) struc-
ture. The carbide phase appearing with a black contrast in the IQ maps 
can be indexed as M7C3 carbide. The structure of the 2.5C alloy spec-
imen was a duplex γ + ε matrix containing M7C3 carbides. 

3.5. Porosity in as-built specimens 

The cross-sectional XCT images at different depths of each as-built 
specimen are presented in Fig. 13. The 0.04C alloy specimen dis-
played negligible pores in the XCT measurements, and a few pores were 
observed in the 0.22C alloy specimen. The observed pores were pri-
marily spherical, implying that they were generated in the powder 
particles during the atomization process and remained in the subsequent 
EB-PBF process. Spherical gas pores were more frequently observed in 
the as-built specimens with higher carbon contents (1.5–2.5 mass%). 
The XCT images showed that non-spherical, irregular-shaped defects 
generated during the EB-PBF process (e.g., lack of fusion) were very 
rarely observed in the as-built specimens. This suggests the building 
parameters employed in this study were optimal for the investigation of 
the varying carbon contents in the alloys. 

The influence of carbon concentration on the volume fraction of 
pores in the as-built specimens, as determined from the XCT 

measurements, is presented in Fig. 14, wherein the porosity of the raw 
powders is depicted for comparison. The porosity was less than 0.2 vol. 
% irrespective of the carbon content, indicating that all the as-built 
specimens were almost completely dense. The porosity of the raw 
powder for each composition decreased during the EB-PBF process. The 
porosities of 0.04C and 0.22C alloy specimens reduced from ~0.10 vol. 
% in the raw powder to almost zero for the as-built. The as-built speci-
mens generally displayed lower porosity than that for each raw powder. 
The porosity of the as-built specimens increased with increasing carbon 
content and exhibited a maximum value (~0.15 vol.%) for the 2.0C 
alloy. The porosity of the as-built 2.5C alloy specimen was lower than 
that of the 2.0C alloy specimen in the as-built state, despite the 
continuous increase in the pore volume fraction in the raw powder with 
the carbon content. The 2.5C alloy exhibited the largest difference be-
tween the porosities of the raw powder and as-built specimens, thereby 
demonstrating the remarkable reduction in porosity occurring during 
the EB-PBF process. 

3.6. Rockwell hardness of the as-built specimens 

Fig. 15 shows the correlation between the carbon concentration and 
Rockwell hardness. In thee investigated concentration range, the hard-
ness values increased monotonically with the increasing carbon content. 
The as-built 2.5C alloy specimen reached HRC59, indicating that adding 
carbon significantly increased the Rockwell hardness. No clear corre-
lation between the hardness and porosity was noticed; this is reasonable 
because the fraction, which varied depending on the carbon content, of 
pores in the as-built specimens was overall lower than 0.3 vol.%. Thus, 
this improved hardness by adding carbon was shown to be primarily due 
to the formation of hard carbide precipitates rather than the variation in 
porosity. In the future, the EB-PBF process will be further optimized, and 
the microstructure−harness correlation will be examined in more detail. 

4. Discussion

4.1. Effect of carbon content on powder characteristics 

The pores produced during the gas atomization of the raw powder 
can be generally classified into gas pores formed by the entrapment of 
atomization/atmospheric gas in droplets and shrinkage caused by the 

Fig. 10. SEM-BSE images for the as-built specimens produced by the EB-PBF process observed at cross-sections parallel to the BD: (a) 0.04C, (b) 0.22C, (c) 1.5C, (e) 
2.0C, and (d) 2.5C alloys. 
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volumetric difference between the liquid and solid phases during cool-
ing [56,57]. The reconstructed XCT images displayed in Fig. 5 and 6 
reveal that the raw powders predominantly contained spherical pores 
with smooth surfaces. These pores were generated by trapping the Ar gas 
in droplets during gas atomization, as reported in the literature [42,58, 
59]. Rabin et al. [60] proposed a “bag liquid breakup mode” model for 
the entrapped gas pores where during gas atomization, the molten metal 
stream is disintegrated using gas jets to form droplets, and spherical 
particles are obtained because of the surface tension of the molten metal. 
In this procedure, when a bag liquid break-up mode occurs for the 
molten metal ejecting from the nozzle depending on the condition: the 
droplets are deformed into a hollow gas bag and disintegrate into fine 
particles or the hollow gas bag may close to form a hollow sphere con-
taining a gas pore inside. The behavior depends on the Weber number 
(We) that indicates the ratio between the fluid inertia and surface ten-
sion, and can be formulated as follows: 

We =
ρdv

σ
, (2)  

where ρ, d, v, and σ denote the density of the liquid, initial particle 
diameter, velocity, and surface tension, respectively. Figs. 8–10 
demonstrate that a higher carbon content yields a higher volume 

fraction and a larger pore diameter. According to the calculated phase 
diagram (Fig. 1), the liquidus temperature monotonically decreases by 
~130 K as the carbon content increased from 0 to 2.5 mass%. A similar 
trend is observed for secondary dendrite arm spacing (SDAS) between 
the 1.5–2.5 C alloys (Fig. S2), indicating the negligible difference in 
cooling rate during the gas atomization. This shows that the liquid phase 
of the high-carbon alloys can exist at much lower temperatures leading 
to droplets experiencing a liquid state for longer during the process. The 
surface tension of the liquid rapidly increases during cooling, which 
significantly inhibits the decomposition of the droplets into fine parti-
cles and leads to the droplets solidifying in a spherical shape containing 
gas inside. 

The positive correlation between the particle size and porosity in 
Fig. 9 constitutes a ubiquitous behavior that is observed in various alloys 
[60]. Eq. (2) suggests that larger droplets result in higher We values, 
implying that droplets can easily deform, and consequently, entrap gases 
[61]. The lower liquidus temperature and the longer liquid state for the 
higher carbon content are likely to increase the probability of collision 
between the droplets in flight and with the wall of the atomization 
chamber, which forms irregularly shaped coarse particles. The coarse 
particles exhibited less sphericity (Fig. 3), as shown by the higher frac-
tion of coarser particles in Fig. 2 (100–140 µm). Similar phenomena 

Fig. 11. Cross-sectional EPMA elemental mapping results for the as-built alloy specimens produced by the EB-PBF process: (a) 0.04C, (b) 0.22C, (c) 1.5C, (e) 2.0C, 
and (d) 2.5C alloys. 
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have been reported in previous studies on gas-atomized [62] and PREP 
powders [63]. 

4.2. Effect of carbon content on microstructural evolution during EB-PBF 

The bulk 0.04C alloy specimen fabricated using EB-PBF exhibited a 
cellular microstructure with precipitates present along the columnar 
grain boundaries (Figs. 10 and 11). The derived phase diagram shown in 
Fig. 1 suggests that carbides were not stable for the 0.04C composition. 
Moreover, EPMA in the as-built 0.04C alloy sample did not show evi-
dence of carbon enrichment in the precipitates (Fig. 11(a)). In contrast, 
the enrichment of Cr and Mo in the precipitates agrees well with the 
formation of the σ-phase; the precipitation behavior and partitioning 
tendency correspond to those in biomedical Co–Cr–Mo alloys with low 
carbon contents [28]. The σ-phase exists as an equilibrium phase in the 
low-carbon region of the calculated phase diagram (Fig. 1). Similar 
precipitates were also observed in the raw powder. The as-built 0.22C 
alloy sample also exhibited a cellular microstructure and exhibited 
precipitates at the columnar grain boundaries. Several studies on the 
EB-PBF of biomedical Co–28Cr–6Mo alloys conforming to the ASTM F75 
standard and containing ~0.2 mass% of C [27,28] reported that the 
precipitated phase was predominantly M23C6 carbide, and those with 
less Si could correspond to M6C carbide [28]. 

The 1.5C and 2.0C alloys exhibited dendritic solidification micro-
structures with more complicated distributions of the matrix grain and 
two types of precipitates (Figs. 10–12). The thermodynamic calculations 
indicated that M7C3 carbide existed as a stable carbide phase for 
Co–27Cr–6Mo–(1.5–2.5)C alloys. The EBSD analysis (Fig. 12) revealed 
large amounts of M7C3 carbide, confirming the black precipitates 
observed in the SEM-BSE image were M7C3 carbides. This large pro-
portion of M7C3 carbides is consistent with the thermodynamic calcu-
lation results (Fig. 1). The white counterparts in the SEM-BSE image 
could be the σ-phase, despite not being an equilibrium phase. The 2.5C 
alloy exhibited a complicated microstructure similar to those observed 
in the 1.5C and 2.0C alloys. The precipitated phase was M7C3 carbide, as 
detected by the EBSD analysis. The more complex morphology of the 
precipitated M7C3 carbide than that of the other alloys suggests a 
eutectic reaction. This is reasonable because the 2.5C alloy resembled 
the eutectic composition (Fig. 1). Accordingly, the 2.5C alloy specimen 
exhibited a more diffused elemental distribution than the 2.0C alloy 

(Fig. 11). The variation in the solidification microstructure with the 
carbon concentration can be observed in the corresponding powders as 
well (Fig. 4). 

A plate-like ε-phase with an HCP structure was observed in the high- 
carbon alloy (i.e., 1.5C, 2.0C, and 2.5C) specimens, indicating a γ → ε 

martensitic transformation during the EB-PBF process [64,65]. The 
enhanced stability of the γ-phase in the 0.04C and 0.22C alloy specimens 
could be explained in terms of the nitrogen addition [66,67], whereas 
the other high-carbon alloys contained less nitrogen (Table 1). Carbon 
acts as a γ-phase stabilizing element, but a large proportion of carbon in 
the high-carbon alloys is concentrated in the liquid phase (Fig. 1), which 
eventually forms carbides during solidification [68,69]. Thus, the for-
mation of the ε-phase indicates a non-equilibrium microstructural evo-
lution. The γ → ε phase transformation negligibly affected the porosity of 
the as-built alloys because it occurred following a solid-phase 
transformation. 

4.3. Evolution of pores during EB-PBF 

The XCT analysis (Fig. 13) detected spherical pores in the as-built 
samples, implying that the entrapped gas pores in the raw powders 
remained during the EB-PBF process. The statistical data expressed in 
Fig. 14 indicate that the EB-PBF specimens displayed a carbon concen-
tration dependence of porosity, which varied from that of the raw 
powder. The entrapped gas pores for the 0.04C and 0.22C alloy powders 
were analyzed to be approximately 0.1 vol.%, which were almost 
completely eliminated to the negligible level during the EB-PBF fabri-
cation. The powders and as-built specimens of the 1.5C and 2.0C alloys 
exhibited similar levels of porosity for each composition, which exem-
plified the positive influence of the carbon content on the porosity. The 
porosity of the 2.5C alloy was significantly reduced during the EB-PBF 
process such that the maximum porosity was detected in the 2.0C alloy. 

The porosity of the EB-PBF specimens relied on the escape of the pre- 
existing atomization-originated gas pores from the melt pool by 
migrating to the solid/liquid interfaces during the EB-PBF process. Thus, 
to reduce pores in the as-built components, the gas bubbles in the melt 
pool must travel along the melt flow and leave into the surrounding 
vacuum environment before solidification. Zhan et al. [70] investigated 
the microstructure and porosity characteristics of an aluminum alloy 
during laser metal–inert gas hybrid welding and reported that more 

Fig. 12. EBSD results for the as-built specimens. In the IPF maps, the crystallographic orientations along the BD are presented.  
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bubbles can be allowed to escape from the melt into the atmosphere if 
the heat input is increased and a high-temperature melt pool is main-
tained over a wide area. Hojjatzadeh et al. [71] demonstrated that the 
high thermocapillary force induced by the high-temperature gradient 
can rapidly eliminate the pores from the melt pool during the L-PBF 
process by combining in-situ high-speed high-resolution synchrotron 

X-ray imaging experiments and multiphysics modeling. Watanabe et al. 
[72] reported that the temperature dependences of the density, surface 
tension, and viscosity of Co–27Cr–6Mo alloys hardly vary with the 
carbon content (0.05 and 0.25 mass%). Although the thermophysical 
properties of the high-carbon Co–Cr–Mo alloys have not been clarified, 
Feng et al. [73] conducted a molecular dynamics simulation and found 

Fig. 13. Cross-sectional morphologies of the as-built alloy specimens at different 2D slice depths, as obtained by the XCT measurements: (a) 0.04C, (b) 0.22C, (c) 
1.5C, (e) 2.0C, and (d) 2.5C alloys. 
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that the viscosity of molten Fe–C at the liquidus temperature mono-
tonically increases with the increasing carbon content up to the eutectic 
composition. Thus, the use of the same building parameters for all the 
alloys would not cause a significant difference in the melt pool size 
between alloys, and each alloy would exhibit similar melt pool behavior. 

One of the significant influences of carbon addition pertains to the 
significant reduction in the liquidus temperature (~130 K for investi-
gated carbon concentrations), as depicted in Fig. 1. The wider temper-
ature range (i.e., longer duration with the liquid phase) for the higher 
carbon alloys might allow more time for the pores in the melt pool to 
escape into the atmosphere. However, this scenario was not evidently 
observed in the studied alloys because the porosity of the 1.5C and 2.0C 
alloy samples did not facilitate pore removal during EB-PBF and repre-
sented the highest porosity at a carbon concentration of 2.0 mass% 
(Fig. 14). 

The addition of carbon to the Co–Cr–Mo alloys decreases the liquidus 
temperature and alters the solidification behavior from the cellular 
growth to the dendritic mode and forms a eutectic microstructure in the 
2.5C alloy (Fig. 10−12). The cellular solidification in the 0.04C and 
0.22C alloys maintained a planar or smoother solidification front in 
directional solidification along the thermal gradient of the melt pool 
[74,75]. A eutectic structure comprising the γ-phase and carbide in the 
2.5C alloy was formed owing to the migration of the locally smooth 
solid/liquid interface at the growth front. Allowing gas bubbles in the 
molten metal to accumulate in the liquid phase at the growth front and 
exit the solidified material to effectively remove the entrapped gas pores 
during the EB-PBF process. Fig. 1 shows the carbon in the alloys was 
partitioned into the liquid phase and the constitutional undercooling 

ahead of the interface caused the breakdown of the planar front and 
resulted in dendritic growth, which was observed in alloys with carbon 
contents between 0.22 and 1.5 mass%. The dendritic growth is associ-
ated with the development of secondary dendrite arms growing in a 
direction perpendicular to the primary growth direction. This suggests 
that the complicated solid/liquid interfacial morphology would hinder 
the local melt flow, which consequently hinders the escape of the 
powder-originated gas bubbles from the melt pool. Therefore, the 
transition in the solidification behavior could be correlated with the 
powder-originated gas pores remaining in the EB-PBF process. These 
results showed that the solidification behavior strongly affected the 
porosity and its control in the PBF AM is vital for fabricating 
high-quality components with reduced porosity. Notably, our results 
also implicitly show that a similar strategy may be useful in other alloy 
systems. 

5. Conclusions

The microstructure and porosity of the raw powder and the as-built
specimens prepared by EB-PBF of Co–27Cr–6Mo (mass%) alloys with 
varying carbon concentrations (0.04–2.5 mass%) were investigated in 
this study. The correlation between the pore formation mechanisms and 
solidification behavior dependent on carbon concentration was dis-
cussed. The results obtained in this study can be summarized as follows:  

• The prepared powders predominantly presented spherical shapes
with similar particle size distributions showing a d50 value of
approximately 50 µm. The high-carbon (1.5–2.5 mass%) powders
contained larger particles ranging within 100–140 µm probably
made of agglomerated granules (satellites), which were less present
in the low-carbon powders.

• All raw powders contained spherical entrapped gas pores. The vol-
ume fraction of the porosity in the raw powders was ~0.10 vol.% for
the 0.04C and 0.22C alloys to ~0.37 vol.% for the 2.5C alloy,
thereby reflecting a direct increase with the carbon content. This
could be correlated to the reduction in the liquidus temperature with
an increased carbon content.

• Under identical building conditions, the 0.04C and 0.22C alloy
specimens exhibited cellular solidification and dendritic micro-
structures with M7C3 carbide precipitation were observed in the 1.5C
and 2.0C alloys. The as-built 2.5C alloy specimen exhibited a eutectic
microstructure of the γ/ε matrix and M7C3 carbide precipitates.

• The entrapped gas pores in the 0.04C and 0.22C powders were
almost completely eliminated during the EB-PBF process. The
porosity of the raw powders of 1.5C and 2.0C alloys exhibited a
minimal reduction after the EB-PBF process, which indicated a
dependence on the carbon concentration. A further increase in the
carbon concentration resulted in a significant reduction in the
porosity.

• The observed dependence of the porosity on the carbon concentra-
tion after EB-PBF fabrication could be correlated to the solidification
behavior. The smoother and flat solidification front in the cellular
and eutectic solidification could effectively eliminate gas bubbles
from the melt pool, whereas the complicated morphology at the
solid/liquid interfaces of the dendritic growth possibly hindered pore
elimination in the melt pool.

• Adding carbon significantly increased the Rockwell hardness of the
as-built specimens, allowing them to reach a high value of HRC59 at
2.5C. Lack of a clear correlation between the hardness and porosity
suggested that this improved hardness was primarily due to the
formation of hard carbide precipitates, because the porosity in the as- 
built specimens was ~0.3 vol.% or lower.

• The present findings provide insights on the alloy design for reducing
entrapped gas pores, which act as crack initiation sites, thereby
contributing to the development of highly durable metal components
via AM.

Fig. 14. Volume fraction of pores in the as-built samples as a function of the 
carbon content. For comparison, the results for the raw powders (Fig. 7) are 
also plotted. 

Fig. 15. Rockwell hardness of the as-built specimens as a function of the car-
bon content. 
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