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1. Introduction

Photonic metasurfaces are appealing solu-
tions for light manipulation thanks to 
their compactness and tailorable response 
to optical excitation emerging from the 
collective response of the constituent 
meta-atoms.[1] When metallic or dielectric 
sub-wavelength particles are arranged in 
periodic arrays with a pitch close to the 
wavelength of the incident light, reflec-
tion (or transmission) spectra display 
sharp resonances that are exploitable 
on a wide range of applications such as 
sensing[2] surface-enhanced Raman spec-
troscopy,[3] structural colors,[4] non-linear 
optics,[5] photovoltaics,[6] meta-optics,[7] 
and much more.

Integration of light sources within 
photonic metasurfaces (e.g., quantum 
dots,[8] impurities,[9] dye molecules,[10,11] 
and nanocrystalline diamond[12]) and cou-
pling their emission with high quality-

factor, collective resonances, extend the use of these devices 
providing a better control of the photoluminescence emission 
and improving extraction efficiency and directionality of the 
radiation in the far-field. However, this task is often hindered 
by the intrinsic limits of the emitters (e.g., scarce resistance to 
high temperature annealing during fabrication, lack of room-
temperature emission) and complicate fabrication techniques.

Phosphors based on rare earth[13,14] are room-temperature 
emitters whose luminescence covers a broad spectral range 
(from ultraviolet to infrared), has a long lifetime (≈ms) and 
a very large quantum efficiency (almost 100%). Thanks to 
their processability (e.g., resistance to high temperature 
annealing), they can be integrated in a solid matrix (e.g., 
Si,[15] SiN[16]), organic compounds,[17] oxides,[13,18] or framed as 
nano-particles.[19] They can be exploited in many applications: 
bio-labels,[20] fiber-laser,[21] displays,[22] solar cells,[23] and X-ray 
imaging[24] are only few examples. Yet, the forbidden nature 
of the emitting 4f–4f transitions largely limits their absorption 
cross-section  (≈10−20cm2) and in turn the light emission from 
these energy levels. Enhancement of the emission was obtained 
integrating plasmonic particles and rare earths exploiting an 
energy-transfer mechanism.[25–27] However, at visible and near 
infrared frequency, metals have a relatively large absorption 
limiting their applicability.

Sol–gel chemistry and nano-imprint lithography (soft-NIL) can be combined 
for the fabrication of nano-patterns with large vertical aspect ratio over large 
scales. The possibility to frame via soft-NIL metal oxides materials featuring 
a large refractive index and low absorption coefficient, opens new avenues for 
light management. In spite of its importance, the integration of light emitters 
in these materials has been mostly investigated in flat layers, limiting their 
efficiency and versatility. Here it is shown that ZrO2 can be combined with 
light emitting Eu3+ ions and framed via soft-NIL to form large arrays of pillars 
atop a 2D residual layer. The chemical precursor solutions and the nano-
imprint technique are developed for photonic metasurfaces sustaining sharp 
resonances ascribed to quasi-guided modes and lattice modes, as accounted 
for by finite difference time domains simulations. These resonances enable 
for a record extraction of the Eu3+ forward emission up to ≈200 times with 
respect to the flat counterpart within a relatively small detection angle (≈ ±16° 
around the vertical direction). These results are relevant for light-emitting 
displays, down- and up-conversion processes for light detection such as scin-
tillators for X-ray and for light amplifiers based on rare-earth emitters.
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Sol–gel chemistry and nano-imprint lithography (soft-NIL) 
can be combined to obtain, in few simple steps, nano-patterns 
over large scales[28–32] on arbitrary substrates (e.g., metals, 
plastic, semiconductors, and glasses). Among the large number 
of materials that can be molded by soft-NIL, metal oxides are 
extremely valuable for photonic applications thanks their large 
refractive index and low absorption coefficient. Following this 
technique, 3D structures (pillars or holes) atop a 2D layer can 
be created in a single step.[31,32] It has been recently demon-
strated that this residual layer acts as a waveguide.[28] Sharp 
resonances featuring large-Q factors, in reflection and trans-
mission spring from the coupling of lattice modes of the pillars 
array and the guided modes in the 2D layer. So far, the inte-
gration of light emitters via soft-NIL or similar methods has 
been limited and the enhancement of light extraction from rare 
earth emission did not exceed ten times with respect to the flat 
counterpart.[33–35]

Here we exploit sol–gel chemistry and NIL to integrate 
rare earth emitters in photonic metasurfaces in a single and 
simple fabrication step. We combine ZrO2 with Eu3+ ions 
and print large arrays of cylindrical pillars arranged in a 
square lattice. Detailed structural and spectroscopic charac-
terizations account for the high quality of our samples, sup-
ported by the comparison with finite-difference time-domain 
(FDTD) simulations: we experimentally observe the forma-
tion of sharp resonances typical of a square lattice ascribed 
to quasi-guided modes.[28] The coupling between these 
resonances and the photoluminescence of Eu3+ leads to a 
≈200 times enhancement of emission with respect to the flat 
counterpart within a relatively small angle (≈±16° around the 
vertical direction).

2. Results

2.1. Structural Characterization of the Photonic Metasurfaces

A detailed description of the sample fabrication is provided in 
the dedicated Section  4. The ZrO2:Eu3 + layers are printed via 
soft-NIL in 25 arrays each of them having a lateral extension 
of 2 mm × 2 mm, on fused silica slides (Figure 1a). From an 
optical inspection the arrays feature a high homogeneity (as 
also accounted for by Fourier transform of the real-space micro-
scope images, Figure  1b) and are almost defect-free; most of 
the defects occur from extrinsic impurities introduced during 
sample preparation.

Scanning electron microscopy (SEM) images of the fabri-
cated structures (Figure 1c–e) for a pattern having the smallest 
pitch (1A, a = 370 nm, other examples are shown in Figure S1, 
Supporting Information) show that the ZrO2:Eu3+ pillars are 
organized in a regular square array. From a tilted view (at 52° 
SEM incidence) they reveal a cylindrical shape with vertical 
walls and a slightly rounded top (Figure  1c,d). It is also pos-
sible to detect the presence of small grains (less than 50 nm 
in size) composing the pillars and the 2D residual layer under-
neath (more details will be provided later via X-ray diffraction 
[XRD]). In order to assess the possible impact of these grains 
on light scattering, by spectrophotometry, we measured the 
diffusion from flat layers from near-UV to near-infrared (see 
Figure  S2, Supporting Information). This analysis shows that 
overall, the scattering generated by the sol–gel coatings is very 
similar to that of the underlying fused silica wafer (about 1%) 
used for soft-NIL, accounting for the optical-grade quality of 
our method. This low scattering does not perturb the light 
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Figure 1. Structural characterization. a) Picture of a ZrO2:Eu3+ layer with 25 arrays covering a 1 cm2 area, printed via soft-NIL. b) Optical microscope 
dark-field image (100× magnification) of array 5E (pitch a = 860 nm). The inset shows a Fourier transform of a larger microscope image. c) Scanning 
electron micrographs (SEM) at normal incidence of array 1A having a pitch a = 370 nm. d) SEM of an individual pillar at 52° tilted view from array 1A. 
e) SEM of a section of a pillar at 52° tilted view from array 1A. The pillar diameter, height, and underlying residual layer are highlighted. Additional SEM 
images are provided in Figure S1, Supporting Information. f) From the bottom to the top panel, respectively: pillar diameter, residual layer thickness, 
pillar height, and volume as a function of the corresponding pitch a for the cases 1A (a = 370 nm), 1E (a = 470 nm), and 5E (a = 860 nm). g) Shrinking 
of the printed ZrO2 structures with respect to the original Si master. From the bottom to the top panel, respectively: diameter, height, and volume 
shrinking.
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propagation in the flat layer and is a key feature for high-quality 
photonic devices.

By cutting the structures with a focused ion beam, we 
measure the height of the pillars and the thickness of the 
residual layer (Figure 1e). Overall, we can reconstruct the main 
structural features of the printed structures that, for three 
investigated cases, are summarized as follows (Figure 1e): when 
changing the pitch a from 370 to 860 nm the corresponding 
diameter increases linearly from 100 to 270 nm; the residual 
layer and the pillars height are constant and are respectively 
130 ± 10 and 193 ± 10 nm; the pillars volume increases linearly 
from 0.25 ± 0.05 to 1.54 ± 0.09 × 107 nm3.

Considering the initial size of the pillars on the Si master 
used for soft-NIL, we can estimate the shrinking of pillars dia-
meter, height, and volume. These values are rather constant for 
the three investigated cases and are about 60%, 55%, and 75% 
(respectively, Figure  1f) bottom, central, and top panels). This 
analysis reveals a relevant shrinkage of sol–gel material owing 
to evaporation of the solvent upon high-temperature annealing 
and calcination. This feature is extremely important and must 
be taken into account when designing the Si master targeting 
a certain final design (e.g. a filling fraction of the metal oxide 
pillars).

2.1.1. X-Ray Diffraction and Photoelectron Spectroscopy

XRD was performed to check the crystalline phases of flat and 
nanoimprinted films (Figure 2). Both imprinted and flat, sol–
gel layers feature a crystalline structure composed of mono-
clinic (Mono.) and tetragonal (Tetra.) phases, as expected for 
ZrO2 combined with a few percent of a rare earth cation in sub-
stitution.[36] No cubic phase was found. From Rietveld refine-
ment, we deduce that Mono. and Tetra. phases in both samples 

have larger lattice volumes (peaks are clearly shifted to smaller 
angles) compared to pure ZrO2 phases, due to the larger size of 
europium (III) cation (Table 1).

Differences can be observed between the plain and the 
imprinted samples, suggesting that the nano-imprint step influ-
ences the distribution of the rare earth cation in both phases. 
The plain coating has smaller tetragonal grains in less quantity. 
The imprinted coating shows larger tetragonal grains in larger 
amount (81%) and smaller monoclinic grains.

This larger grain-size contrast is likely related to the higher 
degree of freedom available to the tetragonal phase to grow 
from the monoclinic one in the imprinted sample rather than in 
the 2D plain layer. In both cases, the monoclinic grains feature 
a larger lattice increase, whereas the (111) texture of the mono-
clinic grains is more pronounced in the imprinted material.

Further insight in the composition and organization of 
the ZrO2:Eu3+ crystal can be inferred by X-ray photoelectron 
spectroscopy (XPS, see the Figure  S4, Supporting Informa-
tion). These measurements were performed on a thin film 
deposited atop a low-resistivity, Si bulk wafer. We identified 
two peaks at 185.09 and 182.68 eV corresponding to Zr3d3/2 
and Zr3d5/2.[37] The emission at 530.52 eV corresponds to O1s 
from ZrO2 while 532.1 and 533.19 eV correspond to oxygen in 
adsorbed water as already described in the literature.[38] Peaks 
at 1164.58 and 1134.89 eV are assigned to Eu3d3/2 and Eu3d5/2 
in a (III) oxidation state, whereas the weak ones at 1156.41 and 
1127.06 eV reveal a few amount of Eu3d3/2 and Eu3d5/2 in a (II) 
oxidation state.

2.2. Optical Spectroscopy

2.2.1. Light Reflection

A collimated beam of white light is shined on the printed 
structures through an objective lens (NA = 0.28) allowing to 
illuminate all the wavevectors between ±16° with respect to 
the sample normal. Angular and spectral dependence of light 
reflection is detected by Fourier-space imaging (Figure 3a, top 
panel): the image of the back focal plane (Fourier plane) of the 
objective lens is formed on the entrance slit of the spectro meter 
by means of a secondary lens (not represented), assigning an 
angle θ (measured with respect to the normal to the sample 
surface) to a point at a defined distance R from the optical axis.

The dispersion of the spectral features of the square lattices 
can be detected along the main directions of the first Brillouin 
zone (e.g., from Γ toward M or toward X; Figure  3a, bottom 
panel) by aligning these directions (e.g., rotating the sample) with 
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Figure 2. X-ray diffraction spectra (XRD) of flat layer (flat) and textured 
surface (NIL). The m and t are labels to monoclinic and tetragonal phases.

Table 1. Summary of X-ray diffraction (XRD) measurements. Plain and imprinted samples are respectively 2D layers and textured layers via soft-NIL. 
From the analysis of the XRD spectra (Figure 2) two crystalline phases are identified, monoclinic (Mono.) and tetragonal (Tetra.). We extracted lattice 
changes, grain size, and the texture.

Sample Phase Compos. vol. [%] Lattice (V−V0)/V0 [%] Grain size [nm] Texture

Plain Mono. 59 +1.08 18 ± 5 High (111)

Tetra. 41 +0.71 28 ± 15

Imprinted Mono. 19 +1.34 12 ± 5 Very high (111)

Tetra. 81 +0.23 35 ± 10
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the spectrometer entrance slit that is kept open at about 50 µm. 
The reflected light is discriminated using a linear polarizer.

Several sharp resonances with different slope are observed 
in reflection measurements for vertical V and horizontal H 
polarization, respectively parallel and orthogonal with respect 
to the spectrometer entrance slit (Figure  3b). The dispersion 
of these resonances are typical of a square photonic lattice and 
are well reproduced by FDTD simulations taking into account 
the structural information of pitch a, pillar height, and dia-
meter, residual layer thickness and material refractive index 
(Figure 3c).

A deeper insight in the features and nature of the detected 
resonances is obtained by FDTD simulations of the crosscuts 
of the electromagnetic field current loops inside the structures. 
The experimental and simulated spectra at the Γ-point band 
edge, that is, vertical cuts at θ = 0° in Figure 3b,c, are reported 
in Figure 4a). Small deviations between experiment and simu-
lations at shorter wavelength can be related to imperfections in 
the fabricated structures, to the fact that in numerical calcula-
tions we assumed a constant refractive index (n = 2.05) and to 
the simplification of the actual shape of the pillars (rounded top 
not considered).

The spectra show four narrow peaks in pairs, respectively at 
437/468 and 575/629 nm (Figure  4a). The simulation of mag-
netic and electric field distributions in the cross-cut at 629 nm 
(Figure  4b) shows that they are both strongly confined in the 

2D residual layer underneath the 3D pillars and, from the cir-
culation of the magnetic field intensity H2, we conclude that 
there is an electric guided mode in the layer propagating along 
the y-axis.[28] Thus, we refer to this mode as E-QGM1. Fol-
lowing the same argument we can refer to the modes at 575, 
468, and 437 nm as M-QGM1, E-QGM2, and M-QGM2, respec-
tively. Quasi-guided modes require a waveguide with a refrac-
tive index higher than the surrounding medium to be observed 
and, indeed, the sharp peaks of Figure 4a) are not observed in 
simulations where the pillars are directly atop the silica sub-
strate (not shown).

2.2.2. Photoluminescence Emission

Room temperature photoluminescence above 550 nm from 2D 
flat layers deposited atop fused silica wafers reveals a complex 
structure of energy levels corresponding to the transitions 5D0 
to 7F1-7F5, which are characteristic of the f–f transition of Eu3+ 
ions[13,14,17] (see Figure S3, Supporting Information). These tran-
sitions are more evident (more intense and sharp) when the 
sol–gel layer is annealed at the maximal temperature of 1200 °C 
for 10 min. Thus, we select these annealing conditions to pro-
cess the printed structures (similar results to those shown here 
were also observed in a printed sample annealed at 800 °C for 
10 min, not shown).

Adv. Optical Mater. 2022, 2201618

Figure 3. Reflection measurements. a) Top panel: Scheme of the illumination an collection geometry. A beam of white light is collimated and shined 
on the sample through an objective lens. The light reflected from the sample at specific angles (e.g., green lines) converges in a defined point on the 
back focal plane of the objective lens (Fourier plane). This plane is imaged through a second lens on the entrance slit of the spectrometer (not shown). 
Bottom panel: Scheme of the Brillouin zone highlighting the symmetry points and directions as well as the choice of vertical (V) and horizontal (H) 
polarization directions. b) Angular dependence of the reflected light for the array 1A (a = 370 nm). The top (bottom) panel displays the vertical (hori-
zontal) polarization. For each panel, the left (right) part displays the dispersion along the Γ-M (Γ-X) direction. The experimental data are normalized 
to the spectrum of the white light used for illumination. c) Finite-difference time-domain (FDTD) of the same structure measured in (b).
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Photoluminescence from the printed structures is detected, 
as for light reflection, by Fourier space imaging (Figure  5a). 
In this case, the laser is shined at about 12° of incidence 
with respect to the normal to the sample surface (green dot 
in Figure 3b), where a resonance is available for coupling the 
light in the structure). Different excitation angles are chosen for 
structures with different pitch (not shown).

For the smallest pitch (pattern 1A, a  = 370 nm) an intense 
emission is observed in the far-field (Figure 5b). When discrim-
inating the polarization and observing the dispersion from Γ 
to X we can see that the photoluminescence couples to the fast 
and slow modes with a large enhancement in about ±5° with 
respect to the sample normal.

Integrating this emission over the accessible solid angle 
(within the NA of the objective lens), and comparing with 
the emission of the flat layer, we observe a large enhance-
ment (up to about 200 times) at 605 nm for the pattern 1A 
(a = 370 nm) and about 80 times at about 712 nm for the array 
1E (a = 460 nm).

Although other metal oxides may be more suitable crystal-
line hosts for Eu3+ emitters (e.g., Y2O3 thanks to its intrinsic 
features of charge and radius), the photoluminescence inten-
sity extracted from our ZrO2 structures is bright enough 
to be visible by naked eyes and can be easily detected with a 
smart-phone camera, either directly imaging the sample, or by 
observing it diffused on a white paper sheet placed at about 1 m 
from the sample surface (see Figure  S4, Supporting Informa-
tion). At this distance the photoluminescence beam can be as 
small as a few mm, accounting for its small angular spread and 
feature a square section, reflecting the dispersion of the under-
lying photonic resonances.

As an alternative way to use our devices, we also measured 
the photoluminescence emission from the back side of the 
sample (inset of Figure  6). In this case, we did not use any 
lens to collect the light, but just a fiber boundle (910 µm core, 
placed at about 1 mm from the back surface of the sample. 
Comparing the emission with respect to the flat part, we 
observe again a large enhancement of about 25 times without 
any optimization.

2.3. Discussion

Our soft-NIL fabrication method for photonic metasurfaces 
working at visible and near-infrared frequency has several 
advantages with respect to conventional approaches. Standard 
nano-fabrication methods in fact, typically involve rather 
complex processes. Deep-UV optical lithography and e-beam 
lithography are well established paradigms in this field that 
require several steps: 1) deposition of a 2D, thin layer (e.g., 
via chemical vapor deposition, sputtering, pulsed laser deposi-
tion); 2) deposition of a photoresist atop (e.g., via spin-coating); 
3) patterning of the photoresist via UV light illumination (e.g., 
through a mask) or via an electron beam; 4) chemical develop-
ment of the exposed areas; 5) chemical cleaning of these parts; 
6) top-down etching to physically remove the exposed parts of 
the hard material (e.g., reactive ion etching, inductively cou-
pled plasma, chemical etching); and 7) chemical cleaning of 
the remaining photoresist. These steps render conventional 

Adv. Optical Mater. 2022, 2201618

Figure 4. a) Comparison between the measured reflection spectrum (red 
curve) and the spectrum simulated by FDTD calculations (black curve). 
b) Electric (left column) and magnetic (right column) field intensity distri-
butions and current loops (white arrows). The maps, acquired at the wave-
length of the peaks of the black curve in panel (a), are reported in order 
of increasing wavelength from top to bottom. The shape of the nanopillar 
and the boundaries of the residual layer are indicated with the white lines.
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deep-UV photolithography and e-beam lithography time-con-
suming and expensive.

NIL is an industrial method conventionally used for poly-
mers. For metal oxides, soft-NIL allows to exploit sol–gel chem-
istry (e.g., conceiving many different formulations[39]) and 
directly shape 3D structures on large substrates (up to 10 cm 
wafers[40]) eventually featuring a large dielectric constant[29,31,32]. 
Hybrid materials, tunable porosity, and large aspect ratio of 
the printed structures are a few examples of its versatility.[40] It 
requires a reduced number of simple fabrication steps: 1) spin 

coating of the sol–gel solution; 2) mold application (that in our 
case does not require pressure; 3) consolidation; 4) demolding; 
and 5) calcination at high temperature. It can be realized in 
less than 20 min in a research laboratory (depending on the 
calcination step) and is compatible with commercial, automatic 
machines working on 20 cm wafers.

Integration of light emitters at visible and near-infrared 
frequency has been implemented in photonic metasurfaces 
exploiting several strategies:[41–43] colloidal quantum dots,[44] 
organic molecules,[45] or 2D materials[46–48] are only few 
examples of possible solutions. However, in all these cases 
the emitters are not directly integrated within the dielectric 
structures. Ge-based quantum dots grown by epitaxy are a 
viable alternative to embed light emitters within silicon-based 
photonic devices[49,50]. Yet, this latter approach is costly and 
hardly scalable.

In the context of photonic metasurfaces based on dielectric 
materials, integration of rare earths was first achieved in thin 
films of Al2O3 and Y2O3 further functionalized by soft-NIL[33] 
or reverse NIL,[34,35] providing enhancements of the emission 
below ten times with respect to the flat counterparts. More 
recently, Eu3+ ions embedded in Y2O3 thin films[51] were topped 
by a Si3N4 layer post-processed by lithography, showing a record 
of light absorption and extraction exploiting a doubly reso-
nant metasurface: near-UV excitation at normal incidence and 
extraction at about 60° resulted in a global emission enhance-
ment of about two order of magnitude with respect to the 
flat counterpart.

Concerning the performances of our devices in extracting 
light with respect to those obtained with similar fabrication 
approaches based on NIL[33–35] we observe an improvement 
of at least one order of magnitude. A possible reason for this 
improved extraction could be ascribed to the presence of rela-
tively low grains (20–30 nm, Table 1) limiting the Rayleigh scat-
tering and thus propagation losses in the slab.

Comparing to more performing devices, such as those shown 
in ref. [51] obtained via conventional lithography, we observe 
that in our case we only optimize the extraction efficiency 
whereas absorption is not taken into account. We infer that 

Adv. Optical Mater. 2022, 2201618

Figure 5. Photoluminescence spectroscopy: front emission. a) Scheme of the excitation and collection configuration. A green laser at 532 nm is shined 
on the sample surface at tilted incidence. The emitted photoluminescence coupled to the photonic modes is directed to specific directions forming 
an image on the back focal plane of the objective lens (the Fourier plane). The image of this plane is formed with a second lens on the entrance slit of 
the spectrometer (not shown). b) Top and bottom panels display, respectively, the angle-resolved emission from pattern 1A (a = 370 nm) for vertical 
(V) and horizontal (H) polarization. c) Angle- and polarization-integrated photoluminescence emission from pattern 1A (black line) compared to the 
2D flat layer (red line). d) Same as (c) for pattern 1E (a = 440 nm).

Figure 6. Photoluminescence spectroscopy: back emission. Photolumi-
nescence intensity from pattern 1A (a = 370 nm) collected with a fiber 
boundle placed at less than 1 mm from the back of the photonic meta-
surface, that is excited from the front part (as shown in the inset of the 
figure). The emission from the flat part is shown as a reference.
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further increase in the emission could be in principle obtained 
with an optimized design of the Si-master. Furthermore, our 
choice allows an extraction at normal incidence within a rela-
tively small angle, that is more convenient for applications in 
displays or light detectors with respect to a tilted emission.

3. Conclusion

In conclusion, we showed that soft-NIL, a direct nano-fabrica-
tion method compatible with industrial processing, can be effi-
ciently exploited for the fabrication of light emitting, photonic 
metasurfaces integrating rare earths. Our formulations of 
the sol–gel material and thermal processing allows to largely 
improve the light extraction with respect to similar devices: 
we can channel in a low numerical aperture, objective lens up 
to 200 times more light with respect to the flat counterpart, 
accounting for a highly directional emission. These results can 
be extended to other rare earth emitters such as Er3 +, Ce3 +, and 
others as well as other metal oxides, such a TiO2 and SiO2.

Our results are important in view of the exploitation of soft-
NIL for active, photonic metasurfaces for displays, devices for 
telecommunication, down-conversion layers for applications in 
photovoltaic and light-detectors.

4. Experimental Section
Silicon Master: The silicon master was elaborated by electron beam 

lithography and reactive ion etching on a bulk silicon wafer. It contained 
25 arrays of cylindrical pillars with a height of 400 nm organized in a 
square geometry. Each array had an overall size of 4 mm2. The pillar 
diameter D increased from 200 to 460 nm in steps of 10 nm. The pitch 
a was chosen as the double of the diameter: a = 2D. This choice fixed 
the filling fraction of the pillar within the unit cell as constant through 
the 25 arrays.

Mold Preparation: The mold was prepared by the following procedure: 
i) the surface of the Si master was functionalized with silane group by 
using 1H,1H,2H,2H-perfluorooctyltri ethoxysilane in vapor phase for 
about 12 h to decrease the surface energy and reduce the interactions 
with the PDMS chains; ii) a bi-layer hard-PDMS/PDMS was then 
deposited in two steps: 1) by spin-coating a thin layer of hard-PDMS 
onto the functionalized master surface and 2) by pouring a mixture of 
PDMS precursors reactants (90 wt% RTV141A; 10 wt% RTV141B from 
BLUESIL) on top of the hard PDMS; iii) the bi-layer hard-PDMS/PDMS 
stamp was cured at 70 °C for about 12 h before demolding.

Nanoimprint Lithography Process: With modifications in the 
procedure’s steps, the samples were fabricated in this work according 
to the following process: vapor pressure thermal NIL. This process was 
elaborated before in the team by Bottein et al.[39] Particularly, ZrO2 sol–
gel combining with Eu3 + was used for the first time to imprint large 
area of cylindrical pillars. For the fabrication of ZrO2-Eu3 + replicas, 
the precursor solution was prepared following these steps: i) mixing 
1 ZrCl4:30 EtOH: 5 H2O: 5 × 10−4 F127 (Pluronic F127: polyethylene 
oxide-polypropylene oxide triblock copolymer, PEO-PPO-PEO, from 
Aldrich): 9 × 10−3 CTAB ([(C16 H33) N(CH3)3]Br; hexadecyltrimethyl 
ammonium bromide) molar ratios; ii) after 24 h of aging, 5% of 
EuCl3·6H2O was added to the solution; in order to integrate the light 
source in sol–gel solution, this step was added in the process of 
preparing the precursor solution used in this work; iii) after 2 h of 
aging, the solutions were dip-coated on fused silica substrates at a 
constant withdrawal rate 2 mm s−1 under controlled relative humidity 
(RH = 10%); iv) after the dip-coating process, the films were exposed 
to a water-vapor treatment for 10–20 s; the water vapor treatment step 

was added in this work which promoted the diffusion of water within 
the coating film and allowed the reorganization of ZrO2:Eu3 + film into 
a highly ordered mesophase;[30] iv) the PDMS mold was pumped for 
10 min under primary vacuum and then readily applied (in less than  
1 min after dip coating) on the as-deposited sol–gel thin film into a nano-
imprint chamber with temperature and relative humidity control.[39] The 
relative humidity was maintained in the soft-NIL chamber at 50% for 
ZrO2-Eu3 + xerogel film; v) before unmolding, the system was cured at 
70  °C for 20 min; and vi) the imprinted samples were then annealed 
at high temperature (500–1200 °C) for 10 min by using tubular oven 
in order to investigate the influence of temperature annealing on the 
photoluminescence of Europium and crystalline phase of zirconium.

X-Ray Diffraction Measurements: XRD patterns were recorded on a 
conventional diffractometer (PANalytical Empyrean) using Cu radiation 
(λ  = 0.154 nm) and a rapid detector (PANalytical PIXcel) in Bragg–
Brentano geometry. From X-ray powder diffraction data both monoclinic 
(space group P21/c) and tetragonal (space group P42/nmc) structure of 
ZrO2 phase were refined using a Rietveld-type method[52] and the Profex 
software to deduce the percentage of each phase, average grain size, 
and cell parameters.

X-Ray Photoelectron Spectroscopy: XPS experiments were performed 
in a ultra-high vacuum chamber at 10−10 mbar with a monochromatized 
Al Kα X-ray radiation (1486.7 eV) of an Omicron XM1000 source. 
Spectra were recorded at 20° emission angle with an Omicron EA125 
analyzer and a 10 eV pass energy. Voigt functions (Gaussian–Lorentzian 
70%/30%) components were used for the deconvolution of the XPS 
spectra after subtraction of a Shirley background. C1s peak at 284.8 eV 
had been taken as a reference position peak to estimate the energy of 
the other peaks.

Optical Spectroscopy: Refractive index, thickness, and porosity of 
flat sol–gel layers were assessed via ellipsometry (Wollam M200V 
ellipsometer, 350–1000 nm) and ellipsometry porosimetry (see 
Figure S2, Supporting Information).

Optical spectroscopy on flat sol–gel layers was performed by using a 
spectrophotometer (from PerkinElmer) mounting an integrating sphere 
measuring total reflection, total transmission, and reflected diffusion 
(see Figure S2, Supporting Information).

Fourier-spectroscopy on the printed structures was performed using 
a custom-made confocal setup. For light reflection measurements 
a white halogen lamp (from Oriel Instrument) was used whereas 
photoluminescence was excited by a solid-state laser source emitting 
at 532 nm. The light sources were shined on the sample using a 10× 
objective lens having a numerical aperture of 0.28 (from Mitutoyo). 
An image of the back focal plane of the objective was formed on the 
entrance slit of a 30 cm spectrometer (from Andor) and dispersed with a 
150 gpmm grating. The light was detected with a Si-based CCD-Camera 
(Newton, from Andor).

Finite-Difference Time-Domain Simulations: The electromagnetic 
simulations were performed using the commercial FDTD software 
Lumerical.[53] The ZrO2 pillar refractive index was set to 2.05 and 
the geometrical parameters were those obtained by the structural 
characterization, the residual layer had a refractive index of 2.05 and 
thickness 130 nm, while the refractive index of the semi-infinite fused 
silica substrate was set to n  = 1.46. The metasurface was illuminated 
by a broad band (λ  = 350–750 nm) plane wave from the top. Power 
transmission monitors were positioned above the source to obtain the 
reflectance, and two field monitors intersect the pillar along the xz and yz 
plane to monitor the local field intensity. One period of the metasurface 
was simulated by using periodic boundary condition in x and y-normal 
plane, whereas perfectly matched layer boundary conditions were used 
in the z-normal plane.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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