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ABSTRACT 

The simultaneous co-doping of ZnO nanowires grown by chemical bath deposition is of high interest for a 

large number of engineering devices, but the process conditions required and the resulting physicochemical 

processes are still largely unknown. Herein, we show that the simultaneous co-doping of ZnO nanowires with 

Al and Ga following the addition of Al(NO3)3 and Ga(NO3)3 in the chemical bath operates in a narrow range 

of conditions in the high pH region, where the adsorption processes of respective Al(OH)4
- and Ga(OH)4

- 

complexes on the positively charged m-plane sidewalls are driven by attractive electrostatic forces. The 

structural morphology and properties of ZnO nanowires are significantly affected by the co-doping and mainly 

governed by the effect of Al(III) species. The incorporation processes of Al and Ga dopants are characterized 

by significant interplay effects, and the amount of incorporated Ga dopants into ZnO nanowires is found to be 

larger than the amount of incorporated Al dopants owing to energetic considerations. The Al and Ga dopants 

are located in the bulk of ZnO nanowires but a part of Al and Ga lies on their surfaces, their incorporation 
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process in the bulk being enhanced by thermal annealing under oxygen atmosphere. Eventually, the Al and Ga 

dopants directly affect the incorporation of hydrogen-related defects, notably by annihilating the formation of 

VZn-nH defect complexes. These findings present an efficient strategy to proceed with the co-doping of ZnO 

nanowires grown by chemical bath deposition, opening perspectives to control their electronic structure 

properties with a higher precision.  

KEYWORDS: ZnO nanowires, co-doping, chemical bath deposition. 

GRAPHICAL ABSTRACT 



3 
 
 

1. INTRODUCTION 

ZnO in the form of nanowires (NWs) is one of the most promising sustainable semiconductors owing to its 

biocompatibility and its attractive physical properties,1-2 including a direct wide band gap energy, a large 

exciton binding energy, and a relatively high electron mobility.3 ZnO NWs can act as building blocks for a 

wide variety of devices such as light emitting diodes,4 lasers,5 UV photodetectors,6 solar cells,7 piezoelectric 

nano-generators,8 photo-catalysts,9 gas sensors,10-11 and biological sensors.12-13 The chemical bath deposition 

(CBD) processes offer the possibility to prepare vertically aligned ZnO NWs with a great structural 

morphology over flexible and rigid substrates14 and can be compatible with green chemistry.15 The doping of 

ZnO NWs grown by CBD deserves a particular attention to optimize and control their optical and electrical 

properties.16 Although the doping of ZnO has extensively been investigated theoretically by density-functional 

theory (DFT) calculations and experimentally in single crystals and thin films grown by vapor phase deposition 

techniques,17-18 its implementation during the CBD of ZnO NWs exhibits a couple of specific particularities 

that are inherent to their formation in an aqueous solution kept at low temperature. In particular, the growth 

medium in aqueous solution is polar and contains hydrogen and nitrogen, governing the predominant 

electrostatic forces and affecting the electronic structure properties of ZnO NWs through an effective non-

intentional doping, respectively.19-20  

The use of group III-A dopants such as Al, Ga, and In is known to tune the physical properties of ZnO 

through an efficient n-type doping.17-18 To perform the intentional doping of ZnO NWs by CBD, a chemical 

precursor such as a metal salt containing the dopant is typically employed in addition to a zinc salt and an 

amine providing Zn(II) species and hydroxide ions, respectively.21-23 However, the conditions required during 

the CBD process (e.g. pH and concentration of chemical precursors) to ensure the proper doping of ZnO NWs 

are specific and differs from the widely used conditions. The incorporation of Al and Ga dopants into ZnO 

NWs has been found to operate in a narrow range of high pH values following attractive electrostatic forces 

between the anion complexes containing the dopant (i.e. Al(OH)4
- and Ga(OH)4

-) and the positively charged 

m-plane sidewalls.21-22 The resulting free electron density in ZnO NWs has accordingly been shown to 

drastically increase following the doping with Al and Ga.24 These studies have revealed that the 

implementation of the doping of ZnO NWs by CBD should be optimized for each dopant considered although 
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some general thermodynamic considerations hold for all dopants. In that way, there could be an opportunity 

to obtain co-doped ZnO NWs with Al and Ga by optimizing the conditions during the CBD process. In that 

context, the co-doping of ZnO NWs has emerged as an additional route to further optimize their optical and 

electrical properties, which is required when they are used as electron transporting materials for nanostructured 

solar cells7 or as photo-catalysts9 for water remediation. While a couple of reports have investigated the co-

doping of ZnO thin films25-28 and the growth of ZnO NWs by CBD on Al- and Ga-codoped ZnO seed layers,29 

the implementation of the co-doping by CBD is still open. Moreover, the massive incorporation of hydrogen 

during the CBD process of ZnO NWs is expected to interfere with the intentional doping,20 but this issue has 

never been explored so far. 

In this article, the co-doping of ZnO NWs with Al and Ga by CBD is achieved by simultaneously adding 

aluminium nitrate and gallium nitrate in the bath. The physicochemical processes operating in aqueous solution 

are investigated by thermodynamic computations and in situ pH measurements. The effect of the simultaneous 

co-doping on the morphological and structural properties of ZnO NWs as well as on the Al and Ga 

incorporation mechanisms are studied using field-emission scanning electron microscopy (FESEM), X-ray 

diffraction (XRD), scanning transmission electron microscopy (STEM), energy-dispersive X-ray spectroscopy 

(EDX) using TEM, inductively coupled plasma-mass spectrometry (ICP-MS), X-ray photoelectron 

spectroscopy (XPS), Raman spectroscopy, and UV-Vis-NIR absorption measurements.  

2. EXPERIMENTAL DETAILS 

2.1. Deposition techniques. (001) silicon wafers and Corning borosilicate glass were used as substrates and 

previously cleaned in an ultrasonic bath with acetone and isopropyl alcohol to remove the residual 

contaminants. The polycrystalline ZnO seed layers were deposited by dip coating using a sol-gel process. The 

chemical precursor solution was composed of 375 mM zinc acetate dihydrate [Zn(CH3COO)2⋅2H2O, Sigma-

Aldrich] and 375 mM monoethanolamine [MEA, Sigma-Aldrich] mixed in pure ethanol. The substrates were 

dipped into the solution and gently pulled out at a withdrawal speed of 3.3 cm.s-1 under a controlled atmosphere 

(<15% hygrometry). They were first annealed at 300°C for 10 minutes on a hot plate to evaporate the residual 

organic compounds and then at 500°C for 1 hour in an oven under air to crystallize the ZnO polycrystalline 

seed layer. The growth of ZnO NWs was achieved by CBD in a sealed reactor containing a chemical precursor 
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solution composed of zinc nitrate hexahydrate [Zn(NO3)2ꞏ6H2O, Sigma-Aldrich] and HMTA [C6H12N4, 

Sigma-Aldrich] with an equimolar concentration of 30 mM mixed in deionized water. The dopants were 

intentionally added in the chemical bath using aluminium nitrate nonahydrate [Al(NO3)3ꞏ9H2O, Sigma-

Aldrich] and gallium nitrate hydrate [Ga(NO3)3ꞏxH2O, Sigma-Aldrich, with x considered as 8.30 The total 

Al(NO3)3 and Ga(NO3)3 concentration in the chemical bath was set to 0.9 mM. The [Al(NO3)3]/[Zn(NO3)2] 

and [Ga(NO3)3]/[Zn(NO3)2] ratios were varied as 0%/0% for non-intentionally doped ZnO NWs, 3%/0% for 

Al-doped ZnO NWs, 2%/1%, 1.5%/1.5%, and 1%/2% for Al- and Ga-codoped ZnO NWs, and 0%/3% for Ga-

doped ZnO NWs, respectively. A given volume of deionised water was added in the case of non-intentionally 

doped ZnO NWs to compensate for the dopant solution volumes. Prior to the growth, ammonia [NH3, Sigma-

Aldrich] with a concentration of 725 mM was added to the chemical bath, resulting in an initial pH at room 

temperature of approximately 10.9. The sealed reactor was placed for 3 hours in an oven heated at 90 °C. Both 

the pH and temperature were recorded in an in situ manner to follow their variation as CBD proceeds, using 

an InLab Versatile Pro pH electrode from Mettler Toledo. A thermal annealing at 400°C for 1 hour was 

eventually performed in a tubular furnace under oxygen atmosphere. 

2.2. Characterization techniques. The morphology of ZnO NWs on silicon was assessed with a ZEISS 

Gemini 300 FESEM instrument using an in-lens detector and an acceleration voltage of 5 keV. The XRD 

acquisitions were performed with a BRUKER D8 Advance diffractometer using the Cu Kα1 radiation 

according to the Bragg−Brentano configuration. The θ/2θ XRD patterns were collected between 20 and 80° 

(in 2Theta scale), calibrated with the (004) diffraction peak of Si pointing at 2Θ = 69.131°, and refined with 

Celref 3 software using the 00-036-1451 ICDD file. STEM specimens were prepared by scratching the surface 

of ZnO NW arrays using a diamond tip and spread on a copper grid. STEM-EDS spectra and maps were 

collected with a JEOL SDD Centurio detector having a large solid angle of up to 0.98 steradians incorporated 

in the JEOL 2100F field-emission-gun scanning electron microscope operating at 200 kV and having a 0.2 nm 

resolution in the scanning mode. The chemical composition was determined with a NexION 1000 PERKIN 

ELMER ICP-MS instrument. The nebulizer and spray chamber were a MEINHARD plus Glass Type C and 

Glass Cyclonic at 2°C, respectively. The KED mode was used with He (7% H2) as collision gas. The glass 

substrates were dipped into a 0.6% nitric acid solution [HNO3, Carlo Erba] to dissolve ZnO NWs. The RF 

power was 1450 W, the KED flow rate was 4 mL/min, and the integration time was set to 10, 10, and 100 ms 
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for detecting Zn, Ga, and Al, respectively. The PERKIN ELMER reference solutions were diluted to obtain 

0.01, 0.1, 0.2, 0.5 and 1 mg/L of Zn, Al, and Ga standards. The analysed solutions were diluted to lie in the 

calibration range. The solution containing only the glass substrate was previously assayed to make sure that 

no contaminants are released during the preparation. XPS spectra were collected in ultrahigh vacuum (10-8 

mbar) and at room temperature with a ThermoScientific K-Alpha spectrometer using a monochromatic Al Kα 

radiation source (1486.6 eV). The spot size area was adjusted to 400 µm in diameter and the acquisitions were 

realised with a 90° angle between the sample surface and analyser. A pass energy of 30 eV and a step size of 

0.1 eV were used for Al and Ga core levels. The binding energy was calibrated with respect to the C‒C bond 

component of the C 1s edge considered at 285.0 eV. Raman spectra of ZnO NWs on glass substrates were 

acquired with a HORIBA/JOBIN YVON Labram spectrometer equipped with a liquid-nitrogen-cooled CCD 

detector. A 488nm (514.5nm) Ar+ laser line with a power on the surface around 7 (4) mW and an acquisition 

time of 600 (3600) s were used to collect the Raman spectra over the ranges of 0-800 (3000-3700) cm-1, 

respectively. The laser was focused with a 100 x objective to obtain a ≈1µm² spot. All the Raman spectra were 

calibrated with a silicon reference sample considering the theoretical Raman line set to 520.7cm-1
. Total 

transmittance measurements were achieved over a wavelength range of 250-800 nm with a 1 nm step using a 

PERKIN ELMER Lambda 950 UV-Vis-NIR spectrophotometer equipped with an integrating sphere. The 

optical band gap energy was deduced from the intercept of the linear portion of (αhυ)2 vs hυ graph with the hυ-

axis where α is the absorption coefficient, using the Tauc plot approach.31     

2.3. Thermodynamic computations. Thermodynamic simulations were achieved using Visual MINTEQ 

software to establish the speciation diagrams of Al(III) and Ga(III) species at 85 °C for each growth condition 

(i.e., with varying NH3, Al(NO3)3 and Ga(NO3)3 concentrations). The two single metallic cations in aqueous 

solution (Al3+ and Ga3+ ions) denoted as Mx+ are able to form hydroxide complexes with HO- ions as the only 

possible ligand denoted as L, according to the general reactions: nMx+ + iL ↔ M L , where M L  is the 

complex considered, i is the coordination number, and x is the cation charge. The related stability constants β  

associated to each reaction are given by: β . These constants were taken at 25 °C from NIST for 

Al(III) and Ga(III) species and deduced at 85 °C from Van’t Hoff relation. 

3. RESULTS AND DISCUSSION 
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3.1. Strategy for the simultaneous co-doping of ZnO nanowires. The doping by CBD stems from the 

adsorption process of Al(III) and Ga(III) species on the charged surfaces of ZnO NWs, which are mainly driven 

by electrostatic interactions when using column III-A group elements.21-22 The adsorption process is highly 

dependent upon the pH and favourable for the subsequent incorporation of Al and Ga dopants into ZnO NWs. 

In order to establish the strategy for the simultaneous co-doping of ZnO NWs with Al and Ga, the speciation 

diagrams of Al(III) and Ga(III) species as a function of pH are presented in Figure 1a using Visual MINTEQ 

software. In the low pH-region, Al(OH)3 and Ga(OH)3 precipitates as well as their soluble counterparts are 

predominantly formed. In contrast, in the high pH-region, Al(OH)4
- and Ga(OH)4

- complexes constitute the 

dominant Al(III) and Ga(III) species, respectively. Interestingly, Zn(II), Al(III) and Ga(III) species do not 

interact each other to form additional complexes on the investigated range of pH. The transition from neutral 

to negatively charged Al(III) and Ga(III) species operates at a different pH value of about 6.9 and 8.4, 

respectively. By employing the widely used conditions involving Zn(NO3)2 and HMTA as the only chemical 

precursors, the growth of ZnO NWs by CBD takes place at a pH value of around 6,32 which has been found to 

be not favourable for the incorporation of Al and Ga dopants.21-22 In contrast, by using tailored specific 

conditions involving ammonia as a chemical additive, the growth of ZnO NWs proceeds at an increased pH 

above a value of about 8.5.33 This stabilises Zn(II) species as Zn(NH3)4
2+ complexes to reduce the 

homogeneous growth in the bulk solution as well as Al(III) and Ga(III) species in their negatively charged 

complex form to perform the simultaneous co-doping. Given that the point of zero charge (PZC) value of the 

Zn-polar c- and non-polar m-planes is respectively of 8.7 ± 0.2 and 10.2 ± 0.2 at room temperature,34-35 the 

sidewalls of ZnO NWs are positively charged in the high pH range.19 Attractive electrostatic interactions thus 

drive the adsorption process of Al(OH)4
- and Ga(OH)4

- complexes, as depicted in Figure 1b. The in situ 

temperature and pH measurements are presented in Figure S1 of Supporting Information. The range of 

experimental pH of the solution where the growth of ZnO NWs proceeds is indicated by a grey-coloured 

rectangular area in Figure 1a. The measured pH at the end of the growth of non-intentionally doped ZnO NWs 

points at 8.7. Interestingly, the measured pH during the growth of Al- and Ga-doped ZnO NWs slightly 

increases when Al(NO3)3 is added to the chemical bath, and conversely decreases slightly when Ga(NO3)3 is 

added to the chemical bath.  
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Figure 1. (a) Distribution of Al(III) and Ga(III) species at 85°C as a function of pH, as computed by Visual 

MINTEQ software. The NH3 concentration was varied in the range of 0−1500 mM, while the Al(NO3)3 and 

Ga(NO3)3 concentrations were set to 0.9 mM. Each data point corresponds to the addition of 1 mM of NH3 in 

the chemical bath. The grey rectangular area denotes the range of pH values experimentally measured at the 

end of the CBD process. (b) Schematic representing the adsorption processes of Al(OH)4
- and Ga(OH)4

- 

complexes on the charged surfaces of ZnO NWs during CBD. The sign of the surface electrical charge is taken 

at the pH value used during the CBD process, considering the PZC values of both the top polar c-planes and 

nonpolar m-plane sidewalls of ZnO NWs around 8.7 ± 0.2 and 10.2 ± 0.2 at room temperature.34-35 

3.2. Influence of the simultaneous co-doping on the morphology of ZnO nanowires. The morphology of 

non-intentionally doped and Al- and Ga-doped ZnO NWs grown by CBD is presented in Figure 2a using 

FESEM imaging. Non-intentionally doped ZnO NWs and Al-doped ZnO NWs with a [Al(NO3)3]/[Zn(NO3)2] 

ratio of 3% present a typical narrow pencil-like tip. This originates from the incomplete formation of the 

nonpolar m-planes on the sidewalls of ZnO NWs owing to their high axial growth rate. In contrast, ZnO NWs 

grown in the other conditions all exhibit a typical hexagonal shape characteristic of their wurtzite structure 

oriented along the polar c-axis, together with a moderate vertical alignment. The evolution of the length and 

diameter as a function of the [Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios is presented in Figure 

2b,c. The length of Al- and Ga-doped ZnO NWs first decreases strongly from 3923 ± 193 nm to 1761 ± 136 

nm as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 2%, and then increases significantly to 3224 ± 

222 nm as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased to 3%. The only addition of Al(NO3)3 in the chemical 

bath has been found to drastically decrease the length of Al-doped ZnO NWs until a [Al(NO3)3]/[Zn(NO3)2] 

ratio of 1% and then to slightly increase their length until a [Al(NO3)3]/[Zn(NO3)2] ratio of 3% prior to a more 
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pronounced increase as the [Al(NO3)3]/[Zn(NO3)2] ratio is further increased to 10%.36 This explains here why 

non-intentionally doped and Al-doped ZnO NWs roughly exhibit the same length. In contrast, the only addition 

of Ga(NO3)3 implies a slight reduction of the length of Ga-doped ZnO NWs until a [Ga(NO3)3]/[Zn(NO3)2] 

ratio of 3%.22 The present experimental data indicate that the evolution of the length of Al- and Ga-codoped 

ZnO NWs follows the expected behaviour when Al(NO3)3 is added to the chemical bath. Moreover, the 

diameter taken at half of the height of Al- and Ga-doped ZnO NWs first decreases strongly from 124 ± 28 nm 

to 82 ± 19 nm as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 2%, and then increases significantly 

to 118 ± 24 nm as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased to 3%. The only addition of Al(NO3)3 in the 

chemical bath has been shown to drastically decrease the diameter of ZnO NWs until a [Al(NO3)3]/[Zn(NO3)2] 

ratio of 1% from which a plateau is reached.36 In contrast, the only addition of Ga(NO3)3 implies a significant 

increase in the diameter of ZnO NWs until a [Ga(NO3)3]/[Zn(NO3)2] ratio of 3%.22 Again, the present 

experimental data reveal that the evolution of the diameter of Al- and Ga-codoped ZnO NWs follows the 

expected behaviour when Al(NO3)3 is added to the chemical bath. Interestingly, the aspect ratio of ZnO NWs 

increases as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased, and correlatively decreases as the 

[Ga(NO3)3]/[Zn(NO3)2] ratio is increased as seen in Figure 2d. As a result, the dimensions and the shape of 

Al- and Ga-codoped ZnO NWs are overall driven mainly by the Al(III) species in the chemical bath. Al(OH)4
- 

complexes hence act predominantly on their sidewalls as compared to Ga(OH)4
- complexes that are liable to 

be more stable in the sub-surfaces as suggested by DFT calculations.37 
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Figure 2. (a) Top-view and cross-sectional view FESEM images of non-intentionally doped, Al- and Ga-doped 

ZnO NWs grown by CBD. The scale bar is the same for each top-view and cross-sectional view, respectively. 

Evolution of the (b) length, (c) diameter, and (d) aspect ratio of non-intentionally doped, Al- and Ga-doped 

ZnO NWs as a function of the [Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios. The diameter was 

measured at half of the height of ZnO NWs. 

3.3. Influence of the simultaneous co-doping on the phase of ZnO nanowires. XRD patterns of non-

intentionally doped, Al- and Ga-doped ZnO NWs grown by CBD before and after thermal annealing are 

presented in Figure 3a-d. The diffraction peaks pointing at 31.76, 34.42, 36.24, 47.53, 56.57, 62.85, 67.93, 

69.06, 72.56 and 76.93° correspond to the wurtzite structure of ZnO NWs, indicating the formation of a pure 

zincite phase before and after thermal annealing as shown in Figure 3a,c. The dominant (0002) diffraction 

peak at 34.42 ° reveals that non-intentionally doped, Al- and Ga-doped ZnO NWs all grow along the polar c-

axis. The other diffraction peaks originates from the non-intentionally doped, Al- and Ga-doped ZnO NWs 

that are not perfectly aligned vertically as observed by FESEM imaging in Figure 2. No additional diffraction 

peaks coming from the presence of Zn, Al or Ga precipitates in the form of oxides, hydroxides, or oxy-

hydroxides phases are detected. This is well correlated with the thermodynamic simulations presented above 

and the fact that the growth kinetic of ZnO NWs is relatively fast as compared to that of other possible 

precipitates. Interestingly, a significant shift of the diffraction peaks towards the lower or higher angles occurs, 

depending on the (hkl) Miller indices. As an illustration, a zoom-in around the (0004) diffraction peak is 
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presented in Figure 3b,d. As the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%, the (0004) diffraction 

progressively shifts towards higher angles from 72.546 to 72.631°. In contrast, the (0004) diffraction peak 

keep the same value as the [Al(NO3)3]/[Zn(NO3)2] ratio reaches 3%. In order to determine the c- and a-lattice 

parameters, the XRD patterns were refined using Celref 3 software, as presented in Figure 3e-g. The unit cell 

volume in as-grown non-intentionally doped, Al- and Ga-doped ZnO NWs keep a fairly constant value of 

around 47.6 Å3, which is very close to the value of bulk ZnO. In contrast, the unit cell volume in annealed non-

intentionally doped, Al- and Ga-doped ZnO NWs decreases from 47.5 to 47.3 Å3 as the [Ga(NO3)3]/[Zn(NO3)2] 

ratio is increased from 0 to 2%. Surprisingly, it further increases to a value of around 47.6 Å3 that is close to 

bulk ZnO, as the [Ga(NO3)3]/[Zn(NO3)2] ratio reaches 3% where no Al(NO3)3 was added to the chemical bath. 

More interestingly, the c-lattice parameter before thermal annealing continuously decreases from 5.208 to 

5.203 Å as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%. This indicates the progressive 

significant insertion of Ga dopants in the wurtzite structure of ZnO NWs, as the Ga ionic radius of 0.62 Å is 

smaller than the Zn ionic radius of 0.74 Å. Ga dopant is known to substitute for Zn atom (GaZn), acting as a 

shallow donor, with a very low concentration of Gai having a much higher formation energy.38 The c-lattice 

parameter after thermal annealing gets closer to the value of bulk ZnO, revealing a significant strain relaxation. 

This suggests a redistribution of Al- and Ga-related defects after thermal annealing, for instance through the 

formation of (GaZn–VZn) complexes acting as compensatory acceptors.38 In contrast, the a-lattice parameter 

before thermal annealing keeps a fairly constant value of around 3.251 Å, as the [Ga(NO3)3]/[Zn(NO3)2] ratio 

is increased from 0 to 3%. Notably, the a-lattice parameter after thermal annealing decreases from 3.246 to 

3.239 Å as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 2%. It further increases to a value of around 

3.251 Å that is close to bulk ZnO, as the [Ga(NO3)3]/[Zn(NO3)2] ratio reaches 3% where no Al(NO3)3 was 

added to the chemical bath. Additionally, when the [Al(NO3)3]/[Zn(NO3)2] ratio reaches 3% where no 

Ga(NO3)3 was added to the chemical bath, the c- and a-lattice parameters before and after thermal annealing 

are closer to the values of bulk ZnO and hence affected to a lesser extent. This suggests that the insertion of 

Al dopants in the wurtzite structure of ZnO NWs is less pronounced despite its ionic radius of 0.54 Å. Al 

dopant is also known to substitute for Zn atom (AlZn), acting as a shallow donor, again with a very low 

concentration of Ali exhibiting a much higher formation energy.39 In the case of the simultaneous doping with 
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Al and Ga, interplay effects creating additional Al- and Ga-related defects are expected, affecting more the a-

lattice parameter than the c-lattice parameter as also reported in Al- and Ga-codoped ZnO thin films.40 

 

Figure 3. XRD patterns of non-intentionally doped, Al- and Ga-doped ZnO NWs grown by CBD (a,b) before 

and (c,d) after thermal annealing at 400 °C for 1 hour under oxygen atmosphere as a function of the 

[Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. (e) Volume of the ZnO unit 

cell, (f) c-lattice parameter, and (g) a-lattice parameter as a function of the [Ga(NO3)3]/[Zn(NO3)2] and 

[Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. The dashed lines indicate the reference values as obtained 

from the 00-036-1451 ICDD file. 

 3.4. Incorporation of Al and Ga dopants into ZnO nanowires. ICP-MS measurements of non-intentionally 

doped, Al-and Ga-doped ZnO NWs diluted in nitric acid solution were performed to identify metal traces and 

quantitatively estimate the amount of incorporated Al and Ga dopants. The ICP-MS data are defined as the 

atomic ratio of Al and Ga dopants over Zn to avoid the impact of the initial amount of ZnO NWs diluted in 

nitric acid solution. The evolution of the Ga/Zn and Al/Zn atomic ratios in non-intentionally doped, Al- and 

Ga-doped ZnO NWs before and after thermal annealing as a function of the [Ga(NO3)3]/[Zn(NO3)2] and 

[Al(NO3)3]/[Zn(NO3)2] ratios are presented in Figure 4. The mass concentration of Zn, Al and Ga dopants in 

nitric acid solutions along with the dilution factor used are reported in Table S1 of Supporting Information. In 

non-intentionally doped ZnO NWs, the low residual Ga/Zn and Al/Zn atomic ratios of 1.3 and 10.6 ppm are 

detected, corresponding to the contamination of the Zn(NO3)2 and HMTA chemical precursors with residual 
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impurities.33 The Ga/Zn atomic ratio in Al- and Ga-doped ZnO NWs linearly increases from 1.3 x 10-4 to 0.89 

% as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%. This reveals that one third of the initial 

Ga(III)/Zn(II) species ratio in the chemical bath is incorporated into Al- and Ga-doped ZnO NWs, and that the 

Al(III) species in the chemical bath have no effect on the amount of Ga into Al- and Ga-doped ZnO NWs. In 

contrast, the Al/Zn atomic ratio in Al- and Ga-doped ZnO NWs initially increases from 1.06 x 10-3 to 0.14 % 

as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 1%, but saturates to the value of 0.15 % as the 

[Al(NO3)3]/[Zn(NO3)2] ratio is further increased to 2%. A maximum Al/Zn atomic ratio of 0.47 % in Al-doped 

ZnO NWs is measured when the [Al(NO3)3]/[Zn(NO3)2] ratio reaches 3%. At maximum, one sixth of the initial 

Al(III)/Zn(II) species ratio in the chemical bath is incorporated into Al-doped ZnO NWs. This indicates that 

the incorporation of Al dopants into Al- and Ga-codoped ZnO NWs is affected by the Ga(III) species in the 

chemical bath, and limited to a value of about 0.15 %. The amount of incorporated Ga dopants into ZnO NWs 

is therefore much larger than the amount of incorporated Al dopants when a single doping strategy is used, but 

also when a co-doping strategy is employed. Additionally, the amount of Al and Ga dopants into ZnO NWs is 

not affected by the thermal annealing at 400 °C for 1 hour under oxygen atmosphere, such that the Ga/Zn and 

Al/Zn atomic ratios keep the same values. 

 

Figure 4. Evolution of the Ga/Zn and Al/Zn atomic ratios in non-intentionally doped, Al- and Ga-doped ZnO 

NWs before and after thermal annealing at 400 °C for 1 hour under oxygen atmosphere as a function of the 

[Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath as obtained from ICP-MS 

measurements. 
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A bright-field TEM image and a typical STEM-EDS spectrum of a single Al- and Ga-codoped ZnO NW grown 

with [Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios of 1.5% in the chemical bath are presented in 

Figure 5a,b. The TEM analysis reveals that no extended defects are formed following the incorporation of Al 

and Ga dopants into ZnO NWs. In the low energy range, the Zn Lα line occurs at 1.01 keV along with the Al 

Kα line being detected at 1.486 keV. In the high energy range, the Zn Kα and Kβ lines occur at 8.63 and 9.57 

keV, respectively, together with the Ga Kα and Kβ lines being detected at 9.25 and 10.26 keV, respectively. A 

quantitative analysis of the STEM-EDS spectra yields an Al atomic ratio of around 0.19 % and a Ga atomic 

ratio of around 0.59 %, confirming that the amount of Ga dopants incorporated into ZnO NWs is roughly three 

times larger than the amount of incorporated Al dopants as measured by ICP-MS. This emphasizes the 

relevance of ICP-MS measurements to quantitatively assess the incorporation of dopants into ZnO NWs. The 

corresponding STEM-EDS elemental maps are presented in Figure 5c, showing that the spatial distribution of 

Al and Ga dopants in ZnO NWs is homogeneous.  

 

Figure 5. (a) Bright-field TEM image collected on a single Al- and Ga-codoped ZnO NW grown with 

[Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios of 1.5% in the chemical bath. (b) Corresponding 

typical STEM-EDS spectrum. The C, Cu and Si signals come from the holder, grid, and substrate, respectively, 
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while the Co and Fe signals originate from the TEM column. (c) Corresponding STEM-EDS elemental maps 

of the Zn (green), O (red), Al (pink) and Ga (blue) elements. The scale bar is 100 nm.   

XPS measurements of non-intentionally doped, Al- and Ga-doped ZnO NWs were performed to assess their 

surface composition. XPS spectra of the Ga 3d core level are presented in Figure 6a. The Ga-related peak at 

around 20 eV is detected in Ga-doped ZnO NWs when Ga(NO3)3 was added to the chemical bath and 

corresponds to Ga3+ ions.41 As expected, it is not observed in non-intentionally doped and Al-doped ZnO NWs. 

The peaks at 19 and 22 eV are attributed to the Zn 3d and O 2s core levels, respectively. Before thermal 

annealing, the relative intensity of the Ga-related peak increases as the [Ga(NO3)3]/[Zn(NO3)2] ratio is 

increased from 0 to 1%, and then saturates to a constant value as the [Ga(NO3)3]/[Zn(NO3)2] ratio is further 

increased to 3%. The surface of Al- and Ga-codoped ZnO NWs thus seems to be saturated with Ga from the 

[Ga(NO3)3]/[Zn(NO3)2] ratio of 1.5%. After thermal annealing, the relative intensity of the Ga-related peak in 

Al- and Ga-codoped ZnO NWs decreases, indicating that a smaller amount of Ga is located on the surface. In 

contrast, the intensity of the Ga-related peak in Ga-doped ZnO NWs when no Al(NO3)3 was added increases, 

revealing an enrichment of the surface with Ga. XPS spectra of the Al 2p core level are presented in Figure 

6b. The Al-related peak at around 74 eV is only detected in Al-doped ZnO NWs when the 

[Al(NO3)3]/[Zn(NO3)2] ratio reaches 3% and corresponds to Al3+ ions.42 After thermal annealing, the relative 

intensity of the Al-related peak significantly decreases, also indicating that a smaller amount of Al is located 

on the surface. The XPS measurement is here hindered by its detection limit of around 0.5%, which is close to 

the Al/Zn atomic ratio measured by ICP-MS. This should be taken into account for the absence of the Al-

related peak in Al- and Ga-codoped ZnO NWs for which the Al content is under the detection limit. 
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Figure 6. (a) XPS spectra of the Ga 3d core level of non-intentionally doped, Al- and Ga-doped ZnO NWs 

before (solid lines) and after (dashed lines) thermal annealing at 400 °C for 1 hour under oxygen atmosphere 

as a function of the [Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. (b) XPS 

spectra of the Al 2p core level of non-intentionally doped, Al- and Ga-doped ZnO NWs before (solid lines) 

and after (dashed lines) thermal annealing at 400 °C for 1 hour under oxygen atmosphere as a function of the 

[Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. 

The Raman spectra of non-intentionally doped, Al- and Ga-doped ZnO NWs before and after thermal 

annealing are presented in Figures 7 and 8. In the low wavenumber range from 50 to 800 cm-1 as seen in 

Figure 7a,b, the phonon modes characteristic of the wurtzite structure of ZnO NWs before and thermal 

annealing point at 101 (E2
Low), 332 (E2

High- E2
Low), 437 (E2

High), and 574 cm-1 (A1(LO)), respectively.43 Other 

Raman lines from the wurtzite structure do not occur owing to the relative vertical alignment of ZnO NWs 

along the polar c-axis. Interestingly, the position of the E2
High line shifts from 438.1 to 440.4 cm-1 before thermal 

annealing as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%, as shown in Figure S2 of Supporting 

Information. In contrast, the position of the E2
High line after thermal annealing is almost constant around the 

value of 437.4 cm-1. Both of them are well correlated with the evolution of the c- and a-lattice parameters 



17 
 
 

deduced from XRD measurements. Moreover, two additional modes located at 631 cm-1 (AMGa1) and 696 cm-

1 (AMGa2) are attributed to the incorporation of Ga dopants22, 44 and are observed before and after thermal 

annealing exclusively when Ga(NO3)3 was added to the chemical bath. The AMGa1/E2
High and AMGa2/E2

High 

intensity ratios continuously increase before and after thermal annealing as the [Ga(NO3)3]/[Zn(NO3)2] ratio is 

increased from 0 to 3%, as shown in Figure 7c,d. This indicates the gradual incorporation of Ga dopants into 

Al- and Ga-codoped ZnO NWs as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased. Notably, the AMGa1/E2
High and 

AMGa2/E2
High intensity ratios are significantly higher before thermal annealing for a given 

[Ga(NO3)3]/[Zn(NO3)2] ratio. This may indicate again the redistribution of Ga-related defects after thermal 

annealing. Importantly, standard additional modes pointing at 276 (AM1), 509 (AM2), 579 (AM3), 623 (AM4), 

and 643 cm-1 (AM5)21-22, 44 occur in non-intentionally-doped, Al- and Ga-doped ZnO NWs mainly after thermal 

annealing, as seen in Figure 7b. They are assigned to the B1
Low, 2B1

Low, B1
High, TA+B1

High, and B1
Low+B1

High 

silent modes, respectively, which originates from disordered-activated Raman scattering due to the breakdown 

of the translational symmetry of the crystal lattice.45 The presence of these AM modes with a low intensity in 

non-intentionally doped ZnO NWs was discussed in Ref.33 and comes from the incorporation of residual 

nitrogen from HMTA and NH3 molecules and/or from residual metallic impurities involving Al and Ga in the 

chemical precursors as quantified by ICP-MS measurements above. These AM modes also exhibit a lower 

intensity in Al-doped ZnO NWs, indicating the smaller amount of Al dopants. Importantly, the AM/E2
High 



18 
 
 

intensity ratio significantly increases as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%, again 

revealing the gradual incorporation of Ga dopants into Al- and Ga-codoped ZnO NWs. 

 

Figure 6. Raman spectra in the low wavenumber range for non-intentionally doped, Al- and Ga-doped ZnO 

NWs (a) before and (b) after thermal annealing at 400 °C for 1 hour under oxygen atmosphere as a function of 

the [Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. (c,d) Intensity ratio of the 

AM over E2
High lines of non-intentionally doped, Al- and Ga-doped ZnO NWs (c) before and (d) after thermal 

annealing at 400 °C for 1 hour under oxygen atmosphere as a function of the [Ga(NO3)3]/[Zn(NO3)2] and 

[Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. 

In the high wavenumber range from 3000 to 3700 cm-1 as seen in Figure 8a,b, a couple of sharp Raman lines 

and broad Raman bands are attributed to the incorporation of hydrogen- and nitrogen-related defects into ZnO 

NWs.20 Before thermal annealing as presented in Figure 8a, an asymmetric Raman band centred at 3575 cm-

1 is dominated by a Raman line assigned to interstitial hydrogen in the bond-centred site (HBC)46 and exhibits 

a shoulder around 3500 cm-1 ascribed to O−H bonds47 on the surface of ZnO NWs. The intensity of the HBC 

line is slightly reduced when Al(NO3)3 was added to the chemical bath, regardless of the 

[Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios. The incorporation of Al dopants thus affects 

somehow the formation of HBC. In contrast, the intensity of the HBC line significantly increases when only 

Ga(NO3)3 was added to the chemical bath, along with the shoulder attributed to the O−H bonds that is more 
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pronounced. Another asymmetric broad Raman band centred around 3375 cm-1 is assigned to (VZn-nH) defect 

complexes,20 involving several contributions from VZn-H,46 VZn-2H,46 and VZn-3H48 defect complexes in the 

wavenumber range of 3300-3418 cm-1. Interestingly, the intensity of the VZn-nH band is much lower in Al- 

and Ga-doped ZnO NWs as compared to non-intentionally doped ZnO NWs. This indicates that the formation 

of VZn-nH defect complexes is hampered by the incorporation of Al and Ga dopants into ZnO NWs. After 

thermal annealing as presented in Figure 8b, the HBC and O−H bond related lines along with the VZn-nH related 

line vanish as expected from Ref.49 when a temperature of 400 °C is used. However, the vanishing of the HBC 

line is less marked in Al-doped ZnO NWs. 

 

Figure 7. Raman spectra in the low wavenumber range for non-intentionally doped, Al- and Ga-doped ZnO 

NWs (a) before and (b) after thermal annealing at 400 °C for 1 hour under oxygen atmosphere as a function of 

the [Ga(NO3)3]/[Zn(NO3)2] and [Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. 

The Tauc plots of non-intentionally doped, Al- and Ga-doped ZnO NWs before and after thermal annealing 

are presented in Figure 9. Before thermal annealing, the optical band gap energy in Al-doped ZnO NWs is 

found to increase from 3.24 to 3.30 eV as the [Al(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%. This 

increase was also reported in Al-doped ZnO thin films50 and typically originates from the Burstein-Moss 

shift,51-52 where the Fermi level exceeds the bottom of the conduction band owing to a free electron density 
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above the critical concentration of 4.2 x 1018 cm-3.53 In contrast, the optical band gap energy in Ga-doped ZnO 

NWs decreases from 3.24 to 3.23 eV as the [Ga(NO3)3]/[Zn(NO3)2] ratio is increased from 0 to 3%. This comes 

from the band gap renormalization stemming from the hybridization of Ga-related orbitals with the orbitals 

composing the bottom of the conduction band.54 In addition to the Burstein-Moss phenomenon and band gap 

renormalization process, the strain induced by the incorporated Al and Ga dopants may also play a significant 

role on the optical band gap energy. The variation of the optical band gap energy in Al- and Ga-codoped ZnO 

NWs is overall driven by the dominant dopants depending on the [Al(NO3)3]/[Zn(NO3)2] and 

[Ga(NO3)3]/[Zn(NO3)2] ratios. After thermal annealing, the optical band gap energy keeps a rather constant 

value around 3.26 eV (except for Ga-doped ZnO NWs), which is likely due to the significant strain relaxation 

as reported by XRD and Raman scattering measurements. 

 

Figure 9. Tauc plots in non-intentionally doped, Al- and Ga-doped ZnO NWs (a) before and (b) after thermal 

annealing at 400 °C for 1 hour under oxygen atmosphere as a function of the [Ga(NO3)3]/[Zn(NO3)2] and 

[Al(NO3)3]/[Zn(NO3)2] ratios in the chemical bath. The dashed lines denote the fit of the linear portion to 

deduce the optical band gap energy from its intercept with the hυ-axis. (c) Evolution of the optical band gap 

energy of non-intentionally doped, Al- and Ga-doped ZnO NWs before and after thermal annealing at 400 °C 

for 1 hour under oxygen atmosphere as a function of the [Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] 

ratios in the chemical bath. 

3.5. Al and Ga co-doping processes in ZnO nanowires. By using the experimental data deduced from the 

different characterization techniques, a schematic diagram is presented in Figure 10 to illustrate the co-doping 

processes in ZnO NWs grown by CBD. First, the simultaneous co-doping of ZnO NWs with Al and Ga is 

shown in the high pH-region, where the adsorption process of Al(OH)4
- and Ga(OH)4

- complexes on the 

positively charged m-plane sidewalls are driven by attractive electrostatic forces, as presented in Figure 10a. 

In that sense, the chemical behaviour of Al(III) and Ga(III) species in aqueous solution is compatible, offering 
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a narrow range of CBD conditions where the simultaneous co-doping efficiently operates. Before thermal 

annealing as presented in Figure 10b, the incorporation of Ga dopants into ZnO NWs is larger than the 

incorporation of Al dopants. One third of the initial Ga(III)/Zn(II) species ratio in aqueous solution is 

incorporated into ZnO NWs, regardless of the [Al(NO3)3]/[Zn(NO3)2] and [Ga(NO3)3]/[Zn(NO3)2] ratios. In 

contrast, only one sixth of the initial Al(III)/Zn(II) species ratio in aqueous solution at maximum is 

incorporated into ZnO NWs when only Al(NO3)3 was added to the chemical bath. This is well supported by 

DFT calculations investigating the Ga and Al doping of ZnO.38-39 The formation energy of GaZn has been found 

to be lower than the formation energy of AlZn in the wurtzite structure of ZnO, regardless of the Fermi level 

and oxygen chemical potential.55 Similarly, the Madelung energy contributing to the cohesive energy of ZnO 

is decreased to a larger extent by incorporating GaZn rather than AlZn.56 Interestingly, the incorporation of Al 

dopants is even smaller when Ga(NO3)3 was further added to the chemical bath. Since GaZn preferentially 

forms at the expense of AlZn,55 the remaining Al dopants may be incorporated as Ali but with a very low 

concentration as their formation energy is high.39, 57 The presence of Al on the surfaces of Al- and Ga-codoped 

ZnO NWs is also expected significantly. This explains the fact that the morphology of Al- and Ga-codoped 

ZnO NWs is mainly governed by the Al(III) species acting as capping agents on the non-polar m-plane 

sidewalls. In contrast, the presence of Ga on the surfaces of Al- and Ga-codoped ZnO NWs is expected to be 

less pronounced and likely proceeds on the sub-surface of the non-polar m-plane sidewalls.37 Interestingly, the 

incorporation of Al and Ga dopants into ZnO NWs also affects the incorporation of hydrogen-related defects. 

It first annihilates the formation of VZn-nH defect complexes, for which their concentration is drastically 

reduced and close to zero. The preferential formation of GaZn and AlZn following the co-doping therefore 

proceeds at the expense of VZn-nH defect complexes. Second, the enhanced formation of HBC when only 

Ga(NO3)3 was added to the chemical bath may be due to the stronger distortion of the c-lattice parameter 

favouring the incorporation of interstitial hydrogen in the wurtzite structure. In contrast, the hampered 

formation of HBC when Al(NO3)3 was added to the chemical bath suggests that Ali may form even with a very 

low concentration and somehow affects the incorporation of interstitial hydrogen. After thermal annealing as 

presented in Figure 10c, the amount of Al and Ga dopants incorporated into ZnO NWs is similar, but a 

redistribution of the related-defects arises along with a possible change of their location. The surfaces of Ga-

doped ZnO NWs when no Al(NO3)3 was added to the chemical bath undergo an enrichment with Ga, revealing 
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a migration process of Ga dopants from the bulk. However, when Al(NO3)3 was added to the chemical bath, 

the surfaces of Al- and Ga-codoped ZnO NWs exhibit a smaller amount of  Al and Ga, suggesting a migration 

process of Al and Ga dopants towards the bulk for instance through a VZn-assisted mechanism.57 This is 

concomitant with the occurrence of standard AMs in the Raman scattering spectra, suggesting the activation 

of the Al doping of ZnO NWs.21, 36 The significant presence of Al on the surfaces of ZnO NWs thus affects 

directly the nature and location of Ga dopants. The formation of HBC is further annihilated largely at the 

annealing temperature of 400 °C as expected from Ref.49. The combination of VZn, AlZn, GaZn and interstitial 

hydrogen in multi-species defect complexes is eventually not excluded as the passivation of AlZn-VZn and GaZn-

VZn defect complexes with interstitial hydrogen was found to be energetically favorable.55 These findings show 

that the simultaneous co-doping of ZnO NWs with Al and Ga is feasible provided that the CBD conditions are 

carefully designed. The interplay effects between the different dopants including Al, Ga, and H also open some 

perspectives to further tune the physical properties of ZnO NWs grown by CBD. 

 

Figure 10. Schematic illustration of (a) the physicochemical processes at work in the chemical bath and of the 

Al and Ga co-doping processes of ZnO NWs grown by CBD (b) before and (c) after thermal annealing at 400 

°C for 1 hour under oxygen atmosphere.    

CONCLUSIONS 

The effects of the simultaneous addition of Al(NO3)3 and Ga(NO3)3 to the chemical bath in the high pH-region 

on the morphology and structural properties of ZnO NWs grown by CBD as well as on the Al and Ga 

incorporation mechanisms have been investigated in detail. The preferential formation of Al(OH)4
- and 

Ga(OH)4
- complexes and the absence of interactions between the different metallic cations is shown by 
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thermodynamic computations. Although both Al(OH)4
- and Ga(OH)4

- complexes act as capping agents on the 

non-polar m-plane sidewalls of ZnO NWs, the structural morphology and properties are mainly governed by 

the effect of Al(III) species. The chemical composition of ZnO NWs as assessed by ICP-MS measurements 

reveals that the amount of incorporated Ga dopants linearly increases with the [Ga(NO3)3]/[Zn(NO3)2] ratio up 

to a value of around 0.89% and hence is not affected by the Al(III) species. In contrast, the amount of 

incorporated Al dopants into ZnO NWs initially increases with the [Al(NO3)3]/[Zn(NO3)2] ratio and then 

saturates to a value of around 0.15%, indicating the influence by the Ga(III) species. The amount of 

incorporated Ga dopants into ZnO NWs is therefore larger than the amount of incorporated Al dopants owing 

to energetic considerations  The incorporation of Al and Ga dopants is further confirmed by XRD and Raman 

spectroscopy, showing the only formation of the wurtzite structure of ZnO NWs, the significant shift of the 

(0004) diffraction peaks and E2
High phonon modes, the occurrence of AMGa at 631 and 696 cm-1 before and 

after thermal annealing and of standard AMs at 276, 509, 579, 623 and 643 cm-1 only after thermal annealing. 

The optical band gap energy is also dependent upon the content of Al and Ga in ZnO NWs as shown by UV-

Vis-NIR absorption measurements. The incorporation of hydrogen-related defects is further affected by the Al 

and Ga dopants, notably the formation of VZn-nH defect complexes is annihilated. The incorporation processes 

of Al and Ga dopants are characterized by significant interplay effects. The Al and Ga dopants are located in 

the bulk of ZnO NWs but a part of Al and Ga occurs and on their surfaces, their incorporation process in the 

bulk being enhanced by thermal annealing under oxygen atmosphere. These findings present an efficient 

strategy to simultaneously achieve the co-doping of ZnO NWs grown by CBD using additional chemical 

precursors made of metal nitrate and to induce significant interplay effects, opening perspectives aiming at 

more finely tuning their optical and electrical properties for nanoscale engineering devices. 
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