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Dynamic and static crystal lattice properties of SrCu2(BO3)2 are studied by means of Raman
scattering, magnetostriction, and thermal expansion measurements in magnetic fields to 45 T. Ra-
man experiments versus temperature reveal that some phonon modes show an unusual behavior,
their frequencies soften (modes at 200 and 450 cm−1) while others harden (modes at 385 and 478
cm−1) when decreasing the temperature below 15 K. Magneto-Raman experiments show that their
field dependence correlates with their respective temperature dependencies, e.g. modes that are
hardened with increasing temperature also harden with applied magnetic fields and modes that
become softer with temperature also soften with applied fields. We use density functional theory
to successfully model and compute the energies of these modes, classifying them in two types: pan-
tograph (modes that when decreasing the temperature) and non-pantograph. We conclude that the
former involves the modification of the intra-dimer exchange interaction J and the latter the inter-
dimer J ′. Finally, dilatometry is used to correlate field-dependent Raman modes to the closing of
the spin gap as well as fractional-magnetization stripe states M = 1/4 Ms, and M = 1/3 Ms, where
Ms is the saturation magnetization.

Keywords: Shastry-Sutherland | High Magnetic Fields | Frustration | Pantograph mode | Quantum mag-
netism | Quasi two-dimensional

I. INTRODUCTION

SrCu2(BO3)2 is a Mott-Hubbard insulator that hosts
an orthogonal spin-dimer system, with a tetragonal
unit cell that accommodates spin S = 1/2 Cu2+

dimers arranged in copper-oxygen-boron planes sepa-
rated by strontium spacer layers as shown in Fig. I.
SrCu2(BO3)2 is also a physical realization of the two-
dimensional Shastry-Sutherland model proposed more
than four decades ago [1]. Here, oxygen-mediated mag-
netic super exchange results in an inter-dimer J ′ to intra-
dimer J exchange constant ratio J ′/J ≃ 0.63, that leads
to an exact spin-singlet ground state, close to a critical
point at J ′/J ≃ 0.68 marking a transition to an inter-
mediate plaquette phase [2]. The combination of geo-
metrical frustration, tunable exchange interactions that

are sensitive to the ĈuOCu angle, and proximity to the
critical point make this a fascinating compound, very
rich in magnetic phases that have been predicted and
observed to be stabilized with tuning parameters such
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as temperature, external magnetic fields, applied pres-
sures, and disorder induced by minute chemical substi-
tutions as attested by more that two decades of exciting
research and results [3–16]. Indeed, it is known from ex-
tensive earlier work that, when in the low temperature
spin-dimer ground state, applied magnetic fields, exter-
nal pressure, and temperature have similar effects on the
lattice properties and physics of SrCu2(BO3)2. This, due
to all three control parameters ultimately being respon-
sible for the suppression of the spin-gapped state, makes
SrCu2(BO3)2 a unique system for the numerous prac-
tical routes available to tune exotic states such as spin
stripe phases, spin supersolids, plaquettes, and quantum
spin liquids, just to mention a few.

Work by Radtke and collaborators [10] first identified
and quantitatively demonstrated that an optically-active
lattice mode coined the pantograph mode is behind the
strong spin-lattice coupling in SrCu2(BO3)2 amplifying
the influence of minute lattice parameter variations via

the ĈuOCu bond angle and resulting in an altered Cu2+-
Cu2+ exchange interaction that effectively stabilizes spin
stripes and magnetization plateaus. Further work by
Bettler et al. [18] has shown that the pantograph mode,
which surprisingly softens with lowering temperatures,
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FIG. 1. Atomic structure of SrCu2(BO3)2 (a) along the [100]
direction and (b) along the [001] direction. Sr atoms are in
yellow, O in red, B in green, and Cu in blue. The buckling of
the [CuBO3]

− layers along the [001] direction is visible in (a).
The orthogonal Cu dimers have been highlighted in magenta
in (b). Atomic structures were drawn with VESTA [17].

hardens under applied pressure to the point of chang-
ing its temperature dependence entirely with an external
pressure of 27.5 kbar. These results are intriguing, be-
cause in more standard magnetic systems’ lattice modes
often freeze and harden upon reducing the temperature.

Raman spectroscopy has been successfully used to
probe lattice and spin degrees of freedom in SrCu2(BO3)2
[18–25] including a recent study of low-energy magnetic
excitations at high magnetic fields up to 27 T [26]. For
further understanding the role of the lattice on stabiliz-
ing magnetic structures and exotic spin states, here we
expand the range of magneto-Raman studies and trace
the behavior of magnetic-field-dependent phonon modes
up to 45 T. We use density functional theory to suc-
cessfully compute the observed field-dependent Raman
modes, classifying them into two types: pantograph and
non-pantograph modes, and show that while the former
are unusual, the later display enhanced but more conven-
tional temperature dependence. We also show that their
field dependence correlates with their respective temper-
ature dependencies, e.g. modes that are hardened with
increasing temperature also harden with applied mag-
netic fields and modes that become softer with tempera-
ture also soften with applied fields and are, likely, going to
be important in field- (or pressure) induced states. The
detailed evolution of the mode energies in magnetic fields
mimic the changes observed in dilatometry and magne-
tization, displaying anomalies at plateaus. Last but not
least, we observe via dilatometry, that the coefficient of
thermal expansion appear to vanish at magnetic fields in
the proximity of the closing of the spin gap, a feature not

entirely understood at the moment.

II. EXPERIMENTAL DETAILS

High-quality single crystals of incongruently melting
SrCu2(BO3)2 were grown by the optical floating zone
technique in an image furnace using self-flux. Selected
single crystals were oriented and characterized by x-ray
diffraction and by neutron scattering using highly en-
riched 11B as described elsewhere, see Dabkowska et al.
[27].
Raman spectroscopic experiments at high magnetic

fields were performed using three different magnet sys-
tems. Two of the experimental facilities are the 45 T hy-
brid magnet and 31 T resistive magnet at the National
High Magnetic Field Laboratory (NHMFL) in Tallahas-
see, USA. The third Raman facility coupled to a 30 T
resistive magnet is stationed at High Field Magnet Lab-
oratory (HFML) in Nijmegen, Netherlands. The crystals
were mounted in a custom-built fiber-based (NHMFL)
or a direct-optics (HFML) probe inserted in a cryo-
stat with helium exchange gas. Scattered light was col-
lected in back-scattering geometry from the ab plane of
the SrCu2(BO3)2 crystal with the magnetic field applied
along the c-axis (Faraday geometry) using a 532 nm laser
excitation focused to a (2-4) µm-diameter spot with in-
cident power of about 100 µW to minimize sample heat-
ing. The Raman spectra were analyzed by a monochro-
mator (NHMFL: SP2750 Princeton Instruments, 1800
g/mm grating; HFML: (Horiba FHR1000, 1200 g/mm
grating) and recorded by a liquid-nitrogen-cooled CCD
(PyLoN 100BR, Princeton Instruments) with a spectral
resolution of about 1 cm−1. The magneto-Raman mea-
surements were carried at lowest stable temperature of
about 2 K. The temperature-dependent and polarization-
resolved Raman spectra were collected using a direct
beam optics setup (HFML).
High-field magnetostriction and thermal expansion

measurements were performed using an optical fiber
Bragg grating (FBG) technique in the NHMFL 45 T hy-
brid magnet at pumped 4He temperatures [28]. Axial
dilatometry data ∆c/c(T,B), were obtained as a func-
tion of the temperature and magnetic field to 45 T ap-
plied along the crystallographic c-axis. The data were ob-
tained with a swept wavelength laser interrogator by Mi-
cron Optics®, yielding a resolution ∆L/L = 3 × 10−8.

III. COMPUTATION DETAILS

Density functional theory (DFT) calculations have
been carried out using the pseudopotential plane-wave
method as implemented in the Quantum Espresso
suite of codes [29]. The self consistent electronic struc-
ture and the phonon modes and Raman spectra have
been calculated using the PWscf and PHonon codes
respectively. In our calculations, we used optimized
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norm-conserving Vanderbilt (ONCV) pseudopotentials
and the PBE functional [30] with a plane-wave and
charge-density cutoff of 80 Ry and 320 Ry, respectively.
We included an on-site Hubbard Ueff on the Cu atoms us-
ing the simplified method developed by Cococcioni and
de Gironcoli [31] with a Ueff = 10.3 eV. The phonon
band-structure has been computed using the phonopy
[32] code with a 2x2x2 super-cell.

IV. RESULTS

A. Phonon modes and Raman spectra

The calculated phonon band structure and projected
density of states are shown in Fig. 2. The high energy
modes above 1150 cm−1 concern the B-O bonds. The flat
band around 920 cm−1 involves the in-plane movement
of the three O atoms elongating or stretching the B-O
bonds. The energy band between 580 and 700 cm−1 also

FIG. 2. Phonon band structure and projected density of
states of SrCu2(BO3)2.

concerns the B-O bonds and in particular the out of plane
movement of the B atoms on the top of the band. Fi-
nally, the modes below 450 cm−1 involve the Cu-O bonds
while the low energy modes below 100 cm−1 are mostly
localized on the Sr atoms.

Parallel- and cross-polarized, (aa) and (bb), zero-field
Raman spectra measured at 7 K are shown in Fig. 3(a).
In the measured frequency range, our measurements are
consistent with the previous studies [20, 23]. In Fig. 3(b)
we show the calculated spectra. There is an overall good
agreement between the spectra apart from a stretch of
7% of the theoretical frequencies, which is state-of-the-

FIG. 3. Comparison of the (a) experimental spectra of
SrCu2(BO3)2 measured at 7 K and (b) theoretical Raman
spectra for two polarizations. The energy of the theoretical
spectra has been stretched by 7%. The four intense experi-
mental phonon modes involving Cu-O bonds whose schematic
representation are shown in Fig. 5 are labeled in the spectra
(see text).

art when comparing experimental and theoretical Raman
spectra. In Fig. 3(a) we have labeled with their energy
(200, 385, 450, and 478 cm−1) the four experimental
modes involving the Cu-O bonds, i.e., below 480 cm−1

in the experimental spectra. In Fig. 3(b), we have used
the same labels for the theoretical modes despite that
their calculated frequencies are slightly different (189,
340, 415, and 434 cm−1). The relative experimental in-
tensities are fairly well reproduced by the theoretical cal-
culations with the exception of the intensity of the mode
at 200 cm−1.

B. Temperature dependence

Raman spectra from the ab plane of SrCu2(BO3)2 were
measured as a function of temperature in the range from
295 K to 2 K. To examine the Raman data, we fit-
ted the relevant Raman peaks with Lorentzians and plot
the extracted peak positions in Fig. 4(a). Typically for
phonons in crystalline solids, the phonon frequencies are
almost constant below cryogenic temperatures and ex-
hibit a red shift with increasing temperature due to the
combined effects of anharmonic phonon–phonon interac-
tion and thermal expansion. We found that all measured
SrCu2(BO3)2 phonon modes that do not involve the Cu-
O bonds, exhibit such usual temperature dependence in
the whole measured temperature range. The phonon
modes involving the Cu-O bonds behave quite differently
at low temperatures showing spectacular deviations be-
low 15 K. As summarized in Fig. 4(a), the frequencies of
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the phonons at 385 cm−1 and 478 cm−1show quick up-
turn while the modes at 200 cm−1 and 450 cm−1 change
in the opposite direction. Similar temperature depen-
dence for phonons at 200 cm−1 and 385 cm−1 has been
recently reported [26].

FIG. 4. (a) Evolution of the energy of four Raman modes of
SrCu2(BO3)2 at B=0 with temperature and (b) waterfall plot
showing the evolution of the energy of the peak at 200 cm−1

with temperature. In (a), the lines are exponential fits to the
experimental points that extrapolate to zero at zero temper-
ature. They must be considered as guides to the eye.

Our DFT calculations allowed us to analyze the four
modes showing anomalous temperature dependence (see
Fig. 5). The mode at 200 cm−1 with the strongest

FIG. 5. Schematic representation of the phonon modes of
SrCu2(BO3)2 with strongest temperature and magnetic field
dependence. The lengths of the arrows are proportional to
the atomic displacements. Phonon mode visualizations were
drawn with VESTA [17]. Displacement diagrams labeled 200
cm−1 and 450 cm−1 show Cu and O atom motion consistent
with the pantograph modes, while 385 cm−1 and 478 cm−1

are non-pantograph.

.

temperature dependence is indeed the pantograph mode
[2, 10, 18]. As can be seen, in this mode there is a rigid
movement of the CuBO3 groups. The Cu-Cu intra-dimer
distance oscillates and the O-O distance also oscillates
but in anti-phase. As a consequence these displacements

involve a modification of the ĈuOCu super-exchange an-
gle [10]. The mode at 450 cm−1 also shifts to higher
energies when increasing temperature (see Fig. 4(a)).
The four BO3 groups around the Cu dimers move al-
most rigidly, but now the Cu atoms move in the opposite
direction with respect to the BO3 group and their rela-
tive displacement is smaller. The relative displacement
of the Cu and O atoms also involves a modification of the
ĈuOCu super-exchange angle. This appears as a signa-
ture for the modes whose energies soften with decreasing
temperature. In contrast, as can be seen in Fig. 5, the
modes at 385 and 478 cm−1 whose frequencies rise when
decreasing temperature do not involve a significant mod-

ification of the ĈuOCu super-exchange angle. In partic-
ular in the 478 cm−1 mode, the Cu and O displacements
can be seen as an almost angle-preserving homothetic
transformation of the Cu2O2 plaquette (see Fig. 5). In
the 385 cm−1 mode, the only moving atoms are the oxy-
gens of the BO3 groups that collectively rotate around
the B atom.

C. Magnetic field dependence

The four strongest modes involving the Cu-O bonds
(200, 385, 450, and 478 cm−1) that exhibit significant
temperature dependence also show significant response
to the external magnetic field. Figure 6(a) shows the
magnetic-field dependence of their energies at 2 K and
magnetic fields up to 45 T. Figures 6(c) and (d) show
waterfall plots with the evolution of the 200 cm−1 panto-
graph mode with the applied magnetic field in the range
24 - 44 T.
The overall change of the phonon modes with in-

creasing magnetic field is similar to the shifts observed
for increasing temperature. The energy of phonons at
200 cm−1 and 450 cm−1 shift to higher energies with in-
creasing magnetic field while the energy of phonons at
385 cm−1 and 478 cm−1 lower their energies.
The observation of magnetic field induced response

similar to temperature dependence suggests that the
same magneto-elastic interactions are at play. The ther-
mal excitations involves the same physical mechanisms
as that of the magnetic excitations.
For the pantograph phonon modes at 200 cm−1 and

450 cm−1 the modification with temperature and mag-
netic field of the superexchange paths can be the mech-
anism at the origin of the observed hardening. When
increasing temperature or applying a magnetic field, the
spins localized in some Cu dimers would orient parallel
to each other. As the interaction is AFM, the system
would try to decrease the superexchange angle in order
to decrease the interaction. The slight decrease of the
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FIG. 6. (a) Evolution of the energy of four Raman modes of SrCu2(BO3)2 with applied magnetic fields up to 45 T. The arrows
point to the anomalies detected in 200 cm−1mode coinciding with M/Ms = 1/8, 1/4, and 1/3 phases. The energy of the modes
was obtained from Lorentzian fit of the average spectrum over multiple spectra obtained at each magnetic field step. The error
bars were obtained from the data deviation at each spectrum in the group. (b) Magnetostriction of SrCu2(BO3)2 along a and
c crystallographic axes measured at magnetic fields up to 45 T. Adapted from Ref.[10]. (c) and (d) Evolution of the 200 cm−1

pantograph phonon mode with respect to increasing magnetic fields in the range 24 - 44 T. The data points are shown as open
circles and the solid lines are the Lorentzian fit of the data.

angle is obtained by shortening the Cu-Cu distance [10]
which leads to the hardening of the pantograph phonon
modes [2].

Similar conclusions about the common origin of the
temperature and magnetic field dependence can be drawn
by comparing the macroscopic deformation of the lattice
parameter measured in magnetostriction experiments
[8, 10] as shown in Figures 6(b) and 7 and the corre-
sponding deformation measured versus temperature in
neutron scattering experiments [33].

We now discuss possible origins of magnetic-field sen-
sitivity of non-pantograph phonon modes. As men-
tioned above these modes do no not involve a signifi-
cant modification of the super-exchange angle. In the
478 cm−1 mode, the Cu and O displacements concern
an almost angle-preserving homothetic transformation of
the Cu2O2 plaquette and in the 385 cm−1 mode, the
oxygens of the BO3 rotate around the B atom.(see Fig.
5). The symmetry of their movement does not affect the
intra-dimer interaction J but it does modify the second
neighbor interaction J ’, which depends on the longer ef-
fective exchange path Cu-O-B-O-Cu. In particular, the
homothetic transformation of the 478 cm−1 mode mod-
ifies both interactions J ’ connecting one Cu atom to a
perpendicular dimer in a similar in-phase manner, while
the rotation of the BO3 groups of the 385 mode, breaks
the symmetry of the two J ’ interactions breaking the
frustration of the ground state. This is probably the rea-

son explaining the enhanced temperature and magnetic
field dependence for this last mode.

The energies of four phonon modes involving the Cu-O
bonds vary monotonically with the magnetic field up to
about 27 T. Around 20 T a change of slope is visible on
the 200 cm−1 mode that can be associated with the clos-
ing of the spin gap in this system [8]. At higher fields,
however, in addition to the phonon energy shifts, several
anomalies were observed in the phonon energy as func-
tion of magnetic field. These anomalies are seen most
clearly in the field dependence of the strongest panto-
graph mode at 200 cm−1 featuring the largest overall re-
sponse to magnetic field and temperature (see Fig. 6(a)).
There are two kinks observed around ≃ 28 T and ≃ 39 T
(also detected in 450 cm−1 and 478 cm−1 modes) that
coincide with the kinks or plateaus observed in the mag-
netostriction measurements as shown in Figures 6(b) and
7. There is also a more subtle anomaly manifesting as a
change of slope at ≃ 34 - 35 T similar to that detected
in c-axis magnetostriction.

The magnetostriction ∆c/c B and thermal expansion
∆c/c vs T were measured at constant temperatures be-
tween 1.7 K and 14 K on the same crystal used for Raman
experiment. From these experiments, it can be seen in
Fig. 7 that the c-axis lattice parameter expands with
fields monotonically, consistent with earlier results ob-
tained in pulsed magnetic fields [8], and displays clearly
seen plateaus corresponding to M/Ms = 1/4 and 1/3.
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FIG. 7. Main panel: c-axis magnetostriction measured to
45T at different temperatures between 1.7K and 5.4K. Inset
(a): Thermal expansion ∆c/c (left y-axis) and coefficient of
thermal expansion α (right y-axis) vs temperature measured
at constant magnetic field B = 45T, showing a sharp phase
transition at 5.2K. Inset (b): B, T phase diagram from mag-
netostriction ∆c/c vs field (black and red symbols), thermal
expansion ∆c/c vs temperature (blue symbol), and magneto-
Raman measurements (open circles). Note that only lines
above T = 1.5K are displayed due to the base temperature of
our 4He fridge.

Thermal expansion shown in Fig. 7 (top-left inset) was
obtained that shows a large anomaly at the ordering tem-
perature for the M/Ms = 1/3 stripe phase. Combined
magnetostriction, thermal expansion and Raman scatter-
ing data was used to build the phase diagram displayed in
Fig. 7 7 (bottom-right inset). Note that only lines above
T = 1.5K are displayed due to the base temperature of
our 4He fridge. The data amount to evidence support-
ing true bulk thermodynamic states for the stripe phases
in SrCu2(BO3)2. Additionally, a curious phenomenon
is seen in the magnetostriction curves, which appear to
cross in the region of transition between M/Ms = 1/5 and
2/9 stripe phases [8], suggesting an unusual vanishing and
a change of sign of the coefficient of thermal expansion.
Such change of sign has been seen in systems that display
a divergence of the Gruneissen parameter (defined as the
coefficient of thermal expansion α divided by the specific
heat C(T ) at zero temperature) in the proximity of a
quantum critical point (see Weickert et al. [34]). A full
investigation requires access to lower temperatures and
complementary measurements of the specific heat C(T ),

and is currently under course.
V. DISCUSSION

We have shown the results of expanding the range of
magnetic fields in a magneto-Raman experiment to follow
the magnetic-field dependence of phonon modes involv-
ing Cu-O bonds of SrCu2(BO3)2 to magnetic fields high
enough to reach the magnetic superstructures at M/Ms

= 1/8, 1/4, and 1/3 that can shed light on the role of
the lattice stabilizing magnetic structures and exotic spin
states. We use density functional theory to successfully
model and compute the energies of these modes, clas-
sifying them into two types: pantograph (200 cm−1 and
450 cm−1) and non-pantograph (385 cm−1 and 478 cm−1)
modes. These four phonon modes exhibit unusual shifts
at low temperatures below approximately 15 K while
other phonons energies remain unaffected.

We show that all four modes are affected by the
external magnetic field (applied along c axes) consis-
tently with their respective temperature dependencies,
e.g., pantograph modes that are hardened with increas-
ing temperature also harden with applied magnetic fields
and non-pantograph modes that become softer with tem-
perature also soften with applied fields and are, likely, go-
ing to be important in field- (or pressure) induced states.
We compare their field dependence against static physical
properties (magnetization and magnetostriction). The
detailed evolution of the mode energies in magnetic fields
mimics the changes observed in dilatometry and magneti-
zation to 45 T, displaying anomalies at plateaus. In par-
ticular, the field dependence of the strongest pantograph
200 cm−1 mode and c-axis magnetostriction exhibit a
striking resemblance with kinks at M/Ms = 1/8 and 1/3
and slope change at M/Ms = 1/4. These strong magne-
toelastic couplings revealed under temperature and mag-
netic field allow the use of combined dilatometry and
Raman data to build a (B vs T) phase diagram (see in-
set in fig. 7) in good agreement with available data in the
literature.
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