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a b s t r a c t 

Herein, we have elaborated a new electrochemical aptasensor for the detection of ultra-trace amounts of aflatoxin 
M1 (AFM 1 ) present in cow milk, with regulated low levels. To achieve detection of AFM 1 , a simple strategy for 
the deposition of specific aptamers was elaborated, based on their grafting on pectin-reduced gold nanoparticles 
(AuNPs) electrogenerated on a graphene oxide sheet modified glassy carbon electrode. The elaboration of com- 
posite film was confirmed by cyclic voltammetry (CV), differential pulse voltammetry (DPV), electrochemical 
impedance spectroscopy (EIS), scanning electron microscopy (SEM), and UV–visible absorption measurements. 
The aptamer/pectin-AuNPs/GO/GCE exhibited significantly enhancement in the determination of AFM 1 in 20 min 
with a low detection limit 0.2 ng/L, a wide and useful linear range (10–1000 ng/L). An excellent stability, a high 
sensitivity, and a reproducibility as well as good recovery were obtained by the designed aptasensor. Moreover, 
the obtained results were tested in real samples. Thus, good electrochemical performance and simple preparation 
process of the aptamer/pectin-AuNPs/GO/GCE can provide promising potential for the detection of AFM 1 in milk 
samples in a daily use. 
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ntroduction 

Aflatoxins are produced by different fungi that widely exist in na-
ure. The most toxic one is aflatoxin B1 (AFB 1 ) which can be ingested
y cows through contaminated feed ( Min et al., 2021 ; Neal, Eaton,
udah & Verma, 1998 ). It is transformed into aflatoxin M1 (AFM 1 )
hrough enzymatic hydroxylation of (AFB 1 ) at the 9a-position and
as an approximate overall conversion rate estimated to 0.3 to 6.2%
 Applebaum, Brackett, Wiseman & Marth, 1982 ; Cathey, Huang, Sarr,
lement & Phillips, 1994 ). AFM 1 is secreted in milk by the mammary
land of dairy cows, it is stable during the pasteurization, prepara-
ion and storage of various dairy products,and it is one of the most
oxic contaminants in milk and milk derived products ( Pandini et al.,
009 ).Therefore, AFM 1 contamination poses significant problems to
uman health, especially to children, who are the major consumers
f milk, causing carcinogenicity which can provoke liver damage in
umans as well as in animals ( Bagchi, 2016 ; Galvano et al., 2001 ;
ampikyan, Bingol, Cetin & Colak, 2010 ). The legal regulations con-
erning AFM 1 concentrations in milk vary from country to country.
he European Union allows a maximum level of AFM 50ng/L in milk
1 
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 Roila et al., 2021 ).Regarding toAFM 1 human health contamination
roblems in worldwide, the development of simple, selective, sensitive
nd rapid tools for AFM 1 detection in real samples becomes an urgent
equest for the scientific community in the last decade. 

Several methods have been established to overcome the problems
f AFM 1 determination, such as high performance liquid chromatog-
aphy (HPLC), enzyme linked immunoassay, liquid chromatography
oupled with mass spectroscopy (LC-MS), and thin-layer chromatogra-
hy (TLC) ( Chavarría, Granados-Chinchilla, Alfaro-Cascante & Molina,
015 ; Pei, Zhang, Eremin & Lee, 2009 ). However, most of these ap-
roaches have many limitations such as complicated pretreatment
amples, time consuming analysis, expensive and cumbersome instru-
ents and sensitivity or selectivity problems ( Danesh et al., 2018 ;
guyen, Flint & Palmer, 2019 ). To overcome these issues, various elec-

rochemical approaches have been elaborated for AFM 1 detection. 
The electrochemical biosensors are still considered the most widely

eported, versatile, sensitive, and constitute an effective device for
eal time determination of AFM 1 level control ( Nguyen et al.,
019 ).Classically, these tools involve the immobilization of specific an-
ibodies, enzymes, or cells as a recognition element on the electrode sur-
22 
ticle under the CC BY license ( http://creativecommons.org/licenses/by/4.0/ ) 
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Fig. 1. Preparation of the aflatoxin M1 aptasensor. 
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ace acting as a transducer. Nevertheless, due to the instability of these
iological recognition pieces which consequently affects the biosensor
erformance, these devices are not applied as much as expected. There-
ore the biological antibodies are often replaced by aptamers in various
ensing platforms ( Danesh et al., 2018 ; Istamboulié et al., 2016 ; Li et al.,
020 ; Song et al., 2020 ; Zhang et al., 2019 ). Aptamers are short syn-
hetic nucleotide sequences, prepared by an in vitro process called SE-
EX ( Cheng et al., 2020 ). They present a high affinity and specificity to a
elected target, from small molecules to big proteins. Moreover, for the
mprovement of the sensitivity of aflatoxin detection, graphene sheets
ould be applied to provide extraordinary mechanical, thermal and elec-
ronic, properties ( Muniandy et al., 2019 ). The application of nanopar-
icles is widely used for the construction of AFM 1 sensors, because of
heir extraordinary physico-chemical properties such as excellent elec-
rocatalytic ability, large surface to volume ratio, and high conductivity
 Hamami, Mars & Raouafi, 2021 ; Jalalian et al., 2018 ). 

Nevertheless, still the disadvantage of nanoparticles agglomeration
imits its application. To overcome these issues, biopolymers such as
ectin have been used to inhibit aggregation, acting as a reducing agent
nd stabilizer ( Al-Muhanna, Hileuskaya, Kulikouskaya, Kraskouski &
gabekov, 2015 ; Borker, Patole, Moghe & Pokharkar, 2017 ). In addi-

ion, pectin is a naturally polysaccharide, extracted from citrus peel,
iodegradable, cheap, and non-toxic. Hydroxyl and carboxylic groups
resented in pectin facilitate its interactions with nanoparticles and their
eduction as well. Pectin has been used as a gelling agent, emulsifier, re-
lacement of fats, stabilizer, thickening agent ( Arora, Sood, Shah, Kot-
ala & Jain, 2016 ; Jauregui-Gomez et al., 2017 ; Kumari, JothiRajan &
athavan, 2018 ). 

Therefore, the conceptual idea of this study is to develop a new elec-
rochemical sensor for an ultra-sensitive detection of AFM 1 .The com-
ination of graphene and pectin/nanoparticles with aptamers could
resent good electrocatalytic ability to the oxidation of AFM 1 and may
isplay excellent sensor performance. 

xperimental 

eagents 

Aflatoxins are highly carcinogenic and must be handled with extreme
are. Aflatoxin M1 contaminated labware should be decontaminated
2 
ith an aqueous solution of sodium hypochlorite (5%). Aflatoxins M 1 

roduced from Petromyces albertensis . graphite, pectin, gold (III) chloride
rihydrate HAuCl 4 ·3H 2 O (99.9%), and other chemicals were purchased
rom Sigma-Aldrich (Germany), and used without further purification.
ptamer (21-mer sequence 5 ′ -NH 2 -ACTGCTAGAGATTTTCCACAT-3 ′ ),
earing a free amine at the 5 ′ end was purchased from Biomers (Ger-
any). All electrochemical experiments were performed in 5 mM phos-
hate buffer solutions (PBS, pH = 7.4) prepared with KH 2 PO 4 and
 2 HPO 4 .All solutions were prepared with ultrapure water (resistivity
 18 M. Ω.–cm) from a MilliQ purification system. Ethanol and acetone
ere purchased from Thermo Fisher. 

nstrumentation 

Cyclic voltammetry (CV) and electrochemical impedance spec-
roscopy (EIS) were carried out in electrochemical cell containing three
lectrodes connected to galvanostat/potentiostat system Autolab PG-
TAT 302 N, controlled by Autolab software NOVA (v1.5) to design the
ata and experiments collection. 

Scanning electron microscope images were performedby a field emis-
ion SEM (Merlin, Carl Zeiss). UV visible absorption measurements were
arried out on a UnicoSpectro Quest 2800 spectrophotometer (Spain). 

lectrochemical measurements 

Glassy carbon electrodes were utilized as working electrode and it
ere polished using a 0.03 μm alumina slurry, and then washed with
cetone, ethanol and water for 15 min. A platinum wire and an Ag/AgCl
lectrode were used as counter electrode and reference electrode respec-
ively. 

All electrochemical assays were performed in triplicate at room tem-
erature. Cyclic voltammetry (CV) was carried out at scan rate equal
o 25 mV/s, in the potential range (from − 0.2 V to 0.6 V), in 0.1 M
NO 3 solution containing 5 mM of Fe(CN) 6 

3-/4 − , for each electrochem-
cal characterization. 

flatoxin M 1 aptasensor preparation 

Graphite oxide layer which was prepared by Hummer’s Method
 Zaaba et al., 2017 ) then suspended in water. It was exfoliated to
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 mg/mL of graphene oxide (GO) film using ultrasonication (2 h). Then
he GO was casted on the glassy carbon electrode surface. 

Calcium chloride dehydrate and pectin (w/w: 1:2) were added to
 ml of 0.1 M HCl solution, ultrasonicated for 15 min to get a uni-
orm gel solution of pectin. Using cyclic voltammetry, electrodeposi-
ion of pectin at the glassy carbon electrode surface was carried out
n the potential range of (0.0 V and − 1.6 V). The prepared gel pectin
3 mg/mL) and HAuCl4 (0.33 mg/mL) were mixed and ultrasonicated
or 15 min. Moreover, the resultant (GO/GCE) surface was used for the
lectrodeposition of the pectin and AuNPs. Subsequently, the modified
lectrode was rinsed with ultrapure water. The anti-AFM 1 NH 2 -aptamer
as grafted on the activated acid carboxylic groups on pectin via amide
ond. For this, 5 𝜇L of mixed NHS/EDC solution (10 mM) was dropped
n the pectin functionalized working surface that was then dipped in
 𝜇L of 5 μM AFM 1 aptamer solution for 30 min. To remove the un-
rafted aptamer and to passivate the surface, the developed aptasensor
as immersed into 1% BSA solution and rinsed with ultrapure water
 Fig. 1 ). 

esults and discussion 

odification of the glassy carbon electrode (CGE) 

Figure S1 exhibits the electrodeposition voltamogramms of pectin
lm with and without the gold nanoparticles on the GO modified glassy
arbon electrode. As visualized, in Fig. 2 Aa successive decrease of the
urrent density beyond potential of − 0.5 V vs Ag/AgCl was observed,
hich could be explained by the reduction of protons at the glassy car-
on electrode and thereby increase of pH at the electrode surface. At this
ange, the electrodeposition of pectin film has been taking place by the
lectrophoretic deposition. Furthermore, the pectin acid has apparent
t pKa value 4.1. Above this pKa value, the surface charge of pectin de-
reases and pectin becomes insoluble due to strong interaction between
he chains and is electrodeposited on the electrode surface. 

On the other hand, figure S1B exhibits the voltamogramms obtained
y applying 10 cycles at scan rate of 25 mV/sin the presence of HAuCl 4 
nd in the potential range ( − 1.4 V, 1.4 V). During the forward scan-
ing, Au 3 + ions were reduced to gold nanoparticles, and anchored on
he pectin film surface. The oxidation of gold nanoparticles appeared
t potential 1.1 V and the reduction takes place at potential 0.5 V. The
ncrease of peak currents density during the reduction and oxidation
rocess confirmed the electrochemical deposition of gold nanoparticles
n glassy carbon electrode ( Al-Muhanna et al., 2015 ). The optimum
mount of gold nanoparticles required has been obtained by tuning the
umber of electrodeposition cycles. 

lectrochemical characterization of the GC surface modification 

lectro catalytic activity at various modified electrode 

Figure S2 displays the CVs of the electrode at bare GCE (a), GCE-
ectin (b), GCE-pectin-AuNPs (c) and GCE-GO-pectin-AuNPs (d) films
odified GCEs at the scan rate of 100 mV s − 1 in 0.1 M KCl solution. 

The voltamogramms exhibited an oxidation peak at + 1.20 V after the
haracterization of the GCE-pectin-Au this peak due to the gold nanopar-
icles presence. At the same potential, a current increasing after adding
he grapheme oxide to the modified surface was observe. Thus Go pos-
ess excellent conductance which improve the performance of the mod-
fied electrode. 

harge transfer properties 

To control the surface modification, electrochemical impedance
pectroscopy and cyclic voltammetry techniques were carried out in the
resence of 5 mM Fe(CN) 6 

3/4 − with 0.1 M of KCl, to characterize the
harge transfer rate after each surface modification. 

Fig. 2 A exhibits a decrease of the oxidation peak current of the redox
robe at ( + 0.32 V vs Ag/AgCl) after the pectin electrodeposition, which
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Fig. 3. Effect of (A) concentration of aptamer solution, (B) aptamer time, in 1.0 mM Fe(CN) 6 
4-/3 − with 0.1 M KCl solution. The error bars denote the standard 

deviation (SD) ( n = 3). . 

Fig. 4. A) differential pulse voltammogram (DPV) after adding different AFM 1 concentration ranging from1000 pg/mL to 10 pg/mL. B) Effect of the pectin and 
AuNPs on the calibration plot of AFM 1 a) GCE-GO-AuNPs-pectin, b) GCE-GO-AuNPs, c)GCE-GO-pectin. 
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s attributed to the pectin poor conductivity; this modification was fol-
owed by a current increase due to the formation of gold nanoparticles. A
assive increase of the peak current intensities is observed after adding

he GO film to the surface, prior to pectin electrodeposition, due to the
ncrease of electron transfer rate ( Fig. 2 A). The surface is ready for the
ptamers immobilization. The anti-aflatoxin M 1 aptamer was covalently
mmobilized on the AuNPs/pectin/GO/CGE surface. These results were
onfirmed by the current intensity decrease after the aptamer incuba-
ion. To confirm these results, electrochemical impedance spectroscopy
as also used for monitoring each surface modification. 

For the electrochemical impedance spectroscopy (EIS) measure-
ents ( Fig. 2 B), an alternative potential of low amplitude (5 mV) was
sed, in (10 mHz − 100 kHz) frequency domain. The Nyquist plot data,
ndicates that the charge transfer resistance (R ct ) increases after pectin
lectrodeposition on the bare glassy carbon electrode (GCE) surface,
onfirming the results obtained by the cyclic voltammetry technique.
oreover, the gold nanoparticles incorporation leads to a decrease of
4 
he R ct value, due to the electrocatalytic properties of these nanoparti-
les. In agreement with the cyclic voltammetry results, a high electrical
onductivity presented after adding the graphene oxide GO on the glassy
arbon electrode, explained by small semicircle formed in the Nyquist
lot with lower value of R ct . 

To present the appearing of gold nanoparticles (AuNPs), scanning
lectron microscope (SEM) images were carried out for the morphol-
gy characterization. Figure S3 presents the presence of agglomerated
old nanoparticles onto a glassy carbon electrode. While a typical rough
lectrode surface was obtained in the case of the bare glassy carbon, the
uNPs were well anchored and on the modified surface. 

On the other hand, spectroscopic characterization was performed for
ectin surface with and without gold nanoparticles to control its pres-
nce on the film surface. Figure S4 exhibited the UV-visible spectra of
ectin film with and without gold nanoparticles. An intense peak ap-
eared at 290 nm due to OH groups of pectin layer, this peak disap-
eared in the presence of gold nanoparticles because pectin carboxyl-
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Table 1 

Comparison of analytical performances of biosensors for AFM 1 detection. 

Modified 
electrode 

Linear range 
ng/L LOD ng/L 

AFM 1 

Incubation time 
(min) Reference 

FcTGL/AuNPs/SPCE 
nanoaptasensor 

20–300 7.4 30 ( Hamami et al., 
2021 ) 

DNA/Aptamer 20 to 200 5 30 
( Stepanova et al., 
2019 ) 

CS-modified 
AuNPs/Aptmer 

2 to 600 0.9 50 ( S. H. 
Jalalian et al., 
2018 ) 

Biotinylated 
aptamers 
immobilized at 
neutravidin 
layer modified 
by ferrocene 

15–120 8.47 60 
( Karapetis, Nikolelis 
& Hianik, 2018 ) 

Fe3O4/PANI/aptamer 
6–60 1.98 – ( Nguyen et al., 

2013 ) 
ss 
HSDNA/AuNPs/ 
ECNF 

1–100 0.6 60 
( Dinçkaya, K ı n ı k, 
Sezgintürk, 
Altu ğ & Akkoca, 
2011 ) 

AuNP/rGO/Aptamer 
0.5–800 0.3 30 ( Ahmadi, Hojja- 

toleslamy, Kiani 
& Molavi, 2022 ) 

AuNPs/Zn/Ni- 
ZIF-8–
800@graphene 

180–1000 180 30 ( Wang et al., 
2022 ) 

Aptamer/CCLP/GNPs/GO/GCE 
10–1000 0.2 20 Our work 
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t 1 
roups and other groups (-OH, = O) participate in the formation of zero-
alence gold. The UV–Visible spectrum of pectin with AuNPs featured a
ypical absorption peak at 530 nm, attributed to the characteristic plas-
on band of the AuNPs with a diameter of 23 nm. 

arameters optimization 

To achieve the aptamer optimal concentration on the modified sur-
ace by GO/ AuNPs-pectin modified, the working electrode was coated
ith different aptamer concentrations (1, 5, 10 and 15 𝜇M) for an opti-
al time about 30 min, then DPV curve data was carried out in terms

f aptamer concentration. As indicated in Fig. 3 A, when increasing the
ptamer concentration, the current value exhibited a decrease trend at
oncentrations higher than 5 𝜇M. After 5 𝜇M of aptamer, the electrode
urface is well saturated with aptamer strands. Therefore, the concen-
ration of 5 𝜇M was obtained as the optimal. 

To select the optimal time of aptamer immobilization on the sur-
ace of the GO/pectin/AuNPs/GCE, the working electrode was modified
ith the aptamer solution after different time durations. As indicated in
ig. 3 B, up to 30 min, all active sites on the electrode surface were sat-
rated by the aptamer. Therefore, 30 min was selected as the optimal
ime to graft the aptamer on the modified working electrode surface. 

nalytical performance of aflatoxin M 1 sensor 

The response of the Aflatoxin M1 based aptasensor was investigated
y differential pulse voltammetry (DPV) in the potential range of − 0.4 V
o 0.0 V. Fig. 4 A exhibits a decrease of intensity current peak of the
e(CN) 6 

3-/4 − redox probe, according to an increase in aflatoxin M1 con-
entrations from 10 ng/L to 1000 ng/L. This variation confirms the suc-
essful aptamer binding capacity towards target molecule with different
oncentrations. 

In order to investigate the performance of the composite, the relative
ariation of the current peak intensities is proportional to -log [AFM ]
1 

5 
oncentrations in the dynamic range of 10 ng/L to 1000 ng/L. The sensi-
ivity of the biosensor was determined in the presence and in the absence
f pectin and/or gold nanoparticles to investigate the effect of each other
n the sensor performance. The calibration curves ( Fig. 4 B) were plotted
tilizing the difference in intensity data before and after AFM 1 addition,
he sensitivity was estimated to be 1.86 μA/pC for GCE-GO-pectin, 0.68
A/pC for GCE-GO-AuNPs, and 2.63 μA/pC for GCE-GO-AuNPs-pectin.
or GCE-GO-AuNPs-pectin, the limit of detection (LOD) is calculated to
e 0.2 ng/L by 3 𝜎/S, where 𝜎 and S presented the standard deviation of
he blank and the sensitivity, respectively. 

Calibration curves presented in Fig. 4 B show that the pectin layer
lays a crucial role in ensuring the attachment of gold nanoparticles
nd reducing their size, which enhances the available surface area, the
atalytic effect and the sensor performance. 

To evaluate the designed AFM 1 sensor, the important analytical per-
ormance of the Aptamer/pectin-GNPs/GO/GCE, such as LOD, sensitiv-
ty and linear range towards aflatoxin M1 detection are compared to
hose of other sensors based on aptamers published in the recent years
 Table 1 ). The analytical performances of all the aptasensors are better
han that of the immunosensors ( Wang et al., 2022 ) in terms of detection
imit. 

According to the data presented in the Table 1 , Ahmadi et al., elab-
rated an electrochemical AFM 1 aptasensor based on gold nanoparti-
les anchored on a graphene film. Their structure mentioned a detection
imit 0.3 ng/L with a linear range of 0.5 ng/L to 800 ng/L but with incu-
ation time 30 min and recovery percentage range about (90–108) and
91–111.5) [37] .In contrast, the same structure modified with pectin
lm (our work) exhibited a similar LOD (0.2 ng/L), but a wide linear
ange (10 ng/L-1000 ng/L), with less test time estimated to 15 min.this
erformance enhancement could be explained by the presence of pectin
ayer which play an important role to stabilize gold nanoparticles and
earrange their immobilization. Therefore, the proposed strategy is a
romising approach to a direct AFM 1 sensor design aiming towards ul-
rasensitive detection of AFM in real samples. 
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Table 2 

Determination of AFM 1 in real milk samples using the fabricated aptasensor. 

Sample 
spiked 
(pg.mL − 1 ) 

Found a 

(pg.mL − 1 ) Recovery b (%) 

Raw milk 20 
200 

23.1 ± 2.5 
198.000 ± 0.095 

115 
99 

Pasteurized full 
fat milk 

20 
200 

25 ± 1.5 
210 ± 0.85 

125 
110 

a Mean of three measurements ± SD. 
b Recovery(%) = [100 − (C spiked − C found )/Cspiked) ∗ 100]. 
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electivity, stability, reproducibility and repeatability 

Before the real-time testing and to further investigate the perfor-
ance of aflatoxin aptasensor, a selectivity study was performed us-

ng different interfering molecules including Ochratoxin B (200 ng/mL),
flatoxin M1 (200 ng/mL), Aflatoxin B1 (200 ng/mL), under the same
onditions used for aflatoxin M 1 detection and using a freshly prepared
ubstrate for each interference experiment. 

According to figure S5, the responses of the aptasensor to other in-
erfering molecules were negligible compared to AFM 1 , while the re-
ponse to AFM 1 was significant. The obtained result demonstrated that
he selectivity of the aptasensor based on pectin, due to its high affinity
owards AFM 1 molecules, is acceptable for the practical applications. 

Long-time storage stability was also investigated. Five modified elec-
rodes of each type were performed and their responses were determined
t irregular intervals over 30 days. The electrodes were rinsed with pure
ater and stored at + 4 °C in 20 mM phosphate buffer solution (pH 7). 

Figure S6 exhibited that the aptasensor was stable over a long period.
fter 30 days, only 15% of the initial value was lost and 85% remained
fter 30 days. The slight decrease of the aptasensor response obtained
fter 30 days could be explained by the progressive decrease of aptamer
ctivity. However, it can be concluded that pectin biopolymer hasa pro-
ecting and stabilizing effects on aptamer activity. In contrast to other
esearch work using the same strategy but in the absence of pectin layer,
hmadi et al., elaborated an AFM 1 -aptasensor based of graphene oxide
nd gold nanoparticles, the results mentioned that 91% was remained
fter only 14 days [37]. 

Five electrodes were fabricated independently under the same condi-
ions to measure reproducibility. Then using DPV technique, the current
ata were recorded in the presence of 200 ng/mL of aflatoxin M1. Based
n the results, the relative standard deviation (RSD) was 8.9%, indicat-
ng a suitable reproducibility of the proposed method of fabrication. 

ilk samples analysis 

The aptasensors ready for a real time test; it was used to measure
FM1 in two milk samples, including full fat pasteurized milk and raw
ow milk. As shown in Table 2 , after the milk samples were spiked
ith AFM1. The final concentrations in spiked samples were firstly con-

rolled using HPLC/MS/MS. The aptasensor present an average recovery
f 115%, and 125% with the RSD ranging from 2.5%, and 1.5% for raw
nd full fat pasteurized milk respectively, for a concentration of 20 ng/L,
FM1 indicating that the aptasensor is capable of accurately measuring
FM1 in real samples. 

onclusion 

In the present study, the aptasensor has not been yet utilized as
iorecognition based on pectin with gold nanoparticles for AFM 1 detec-
ion. The main idea of the present work is the use of pectin as nanopar-
icles stabilizer and enhance the performance of the modified surface.
he glassy carbon electrode modified with grapheme oxide, pectine and
old nanoparticles was developed to identify aflatoxinM1 in milk sam-
les. The obtained results exhibited that the proposed aptasensor based
6 
n pectin has a high capability for detecting AFM 1 in milk samples
ompared to other approaches. Under optimal conditions, a wide linear
ange 10 ng/L-1000 ng/L and low LOD 0.2 ng/L were obtained for mea-
uring AFM 1 using DPV technique. Additionally, the proposed strategy
xhibited the proper reproducibility and repeatability, high sensitivity,
nd acceptable specificity to aflatoxin M1, with an appropriate stability.
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