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Abstract

With the emergence of shale gas, numerous atomic-scale models of kerogen have

been proposed in the literature. These models, which attempt to capture the struc-

ture, chemistry and porosity of kerogens of various types and maturities, are nowadays

commonly – if not routinely – used to gain nanoscale insights into the thermodynamics

and dynamics of complex and important processes such as hydrocarbon recovery and

carbon sequestration. However, modeling such a complex, disordered, and heteroge-

neous material is a particularly challenging task. It implies that important underlying

assumptions and simplifications, which can significantly affect the predicted proper-

ties, have to be made when constructing the kerogen models. In this mini review, we

discuss the existing atomistic models of kerogen by categorizing them according to the

different approaches and assumptions used during their construction. For each type

of models, we also describe how the construction strategy can impact the prediction
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of certain properties. Important work on kerogen interactions with gas and oil, from

both the point of view of equilibrium adsorption (including adsorption-induced defor-

mation) and transport, are described. Possible improvements and upscaling strategies

– to better account for kerogen in its geological environment – are also discussed.

1 Introduction

Kerogen, literally “wax producer”, is a term that was first used in 1912 by the Scottish

organic chemist Alexander Crum Brown, defining sedimentary Organic Matter (OM) that

produces oil upon heating.1 As pointed out by Cane,2 kerogen’s definition has evolved over

the years and, nowadays, the term kerogen applies to sedimentary OM that is insoluble in

the usual organic solvents. Kerogen is by far the most abundant form of OM on Earth.3 Its

total mass, estimated to ∼ 1016 tons, is about three orders of magnitude larger than coal and

petroleum in conventional reservoirs,4 and four orders of magnitude larger than the living

biomass.5 Yet, at least until recently, the structure and properties of kerogen have received

much less interest than almost any other form of OM, natural or synthetic.6

In the course of the 20th century, scientists and engineers have developed standardized

techniques to characterize kerogen. The concept of maturity, which can be measured via

quantities like the vitrinite reflectance, defines whether the kerogen is in a state of oil gen-

eration (immature), gas generation (mature) or above its hydrocarbon production stage

(overmature). Later on, a method inherited from coal science7 was also applied to kerogen

evolution. In this so-called van Krevelen diagram, the evolution (or maturation) of kerogen is

characterized through a two-dimensional diagram showing the evolution of the atomic H/C

and O/C ratios.5 It allows identifying three important kerogen families, which can also be

classified according to the origin of the OM: type I kerogen, with largest H/C and lowest

O/C, originates from lacustrine environments, type II kerogen from marine deposits and type

III kerogen, with lowest H/C and largest O/C, from terrestrial plants and animal remains.3

Type IV kerogen is also sometimes considered to describe kerogen or humic coals with ultra-
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low H/C and which can only produce dry gas.3 This less-common type will be ignored in

the remaining of this review. An example of kerogen van Krevelen diagram, showing data of

actual kerogen samples and atomistic kerogen models, is shown in Fig. 1. In this diagram,

maturity increases from top-right to bottom-left or, in other words, from hydrogen and oxy-

gen rich OM to almost entirely pure carbon. Unlike minerals, whose crystal structure can be

straightforwardly and unambiguously determined from experiments (e.g. X-ray diffraction),

kerogen is a disordered material with no clearly defined structure– even though some local

aromatic order and domain orientation can develop. Nevertheless, the structure evolution

during maturation is usually considered as a transition from a cross-linked, mostly aliphatic

skeleton, to a disordered, almost entirely aromatic, carbon.8 A few review articles on kerogen

properties were written by Rullkötter and Michaelis,9 Vandenbroucke,10 and Vandenbroucke

and Largeau,3 slightly before the advent of unconventional fossil fuels about a decade ago.

Then, hydraulic fracking has significantly changed the game in both the energy market and

research,11–13 boosting the number of studies on kerogen.

In the so-called organic-rich shales, that can produce oil and gas, the organic content,

up to a maximum of 10% of the source rock in volume,19 is mostly composed of kerogen

in addition to lighter species like asphaltenes and resins, and, of course hydrocrabons and

other gases.20 Therefore, an important effort has been devoted to the establishment of a

rigorous description of the intimate relationship between the structure of the host kerogen

and the amount and composition of the gas trapped in its porosity, which both contains

micropores (< 2 nm) and mesopores (2-50 nm). Considering the intrinsic complexity of the

experimental materials, which display a multiscale nature and heterogeneous features both

in terms of chemistry and structure, the experimental investigation of the link between kero-

gen properties and the hydrocarbon phase produced along its evolution is a very challenging

task. Despite recent progress in characterization techniques, concerns can be raised regard-

ing the sample preparation, especially the step at which kerogen is isolated from shale’s

mineral content,21 and experimental conditions considered when assessing experimentally
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Figure 1: Evolution pathway of the three main kerogen types represented on a Van Krevelen
diagram. The molecular models of Ungerer et al. (squares),14 the reconstructed models
of Bousige et al. (circles)15 and the mimetic models of Atmani et al. and Leyssale et
al. (triangles)16,17 are represented together with experimental data from Kelemen et al.18

(crosses) and Béhar et al.8 (pluses). Color code: red (type I), blue (type II) and green (type
III).
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the gas trapped in the porosity and the dynamical parameters driving its expulsion. Sample

treatment and storage conditions that drastically differ from those relevant to kerogen in

shale reservoirs may lead to approximate or misleading conclusions.

Molecular simulation techniques are excellent tools to investigate physico-chemical pro-

cesses at the nanoscale. In recent years, these techniques have been used quite intensively

to rationalize and predict the amount, nature and transport properties of the fluid phase in

kerogen’s porosity. Obviously, the starting point of such simulation strategies is the avail-

ability of some atomic-scale representations (or models) of the kerogen itself. In section 2,

we review the main strategies for atomistic kerogen model construction. More specifically,

we differentiate two important categories of models, although some sub-categories are also

discussed. In the first category, directly adapted from coal science,22,23 we refer to “in-

terpretative” models which are kerogen macromolecules constructed as a way to interpret

experimental data. In the second category, referred to as “statistical mechanics based”,

models are generated ab initio from either a purely disordered state (liquid) or some form of

ordered matter (a kerogen precursor), via the use of statistical mechanics techniques. Such

methods include molecular dynamics (MD) and/or Monte Carlo (MC) simulations coupled

to reactive force fields, allowing to describe chemical bond formation and breaking. These

simulation techniques are often adapted from earlier studies on the structural modeling of

synthetic porous carbons.24–26

Section 3 is devoted to recent molecular simulations in which atomistic kerogen models

are used to investigate properties relevant to shale gas/oil recovery and/or carbon dioxide

sequestration. Even if the models are necessarily simplified, they can be used to establish

relevant structure/property relationships that accurately extrapolate to real materials. In

section 3.1, we review available work in the literature discussing the connection between the

kerogen structural and chemical properties and the gas content and composition in its poros-

ity. We also cover contributions that considered the impact of the pore network morphology

and topology (e.g. kerogen’s multiporosity, pore shape and accessibility). As part of this
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section devoted to the thermodynamics of shale gas in kerogen, we also consider the effect

of moisture content and CO2 injection as this is relevant to important practical aspects:

hydraulic fracturing, enhanced oil/gas recovery, and carbon dioxide sequestration. Finally,

while this has received less attention in the literature, we also discuss poromechanics of

shale gas in kerogen as the rather compliant nature of kerogen is known to lead to important

adsorption/desorption-induced deformation of this host material.

Investigating transport properties of the OM is crucial to assess the productivity of hy-

drocarbon recovery or carbon sequestration processes. However, the complexity and the

multiscale nature of source rocks reservoirs makes it difficult to study hydrocarbon trans-

port that remains not fully understood.27 If different large scale phenomena can affect the

fluid flow within such reservoirs ,28–34 the kerogen microporosity is thought to control the

transport properties.35 In section 3.2, we cover the recent literature on kerogen transport

properties, obtained from MD simulations and making use of atomistic kerogen models.

Then, in section 3.3, we consider multiscale studies accounting for the impact of mesopores

while integrating the transport and adsorption properties determined from kerogen models.

The application of molecular simulations in the context of oil shale kerogen has been the

subject of another recent review article,36 sharing many citations with the present one. How-

ever, while assumptions and simplifications are often made in modeling kerogen structure and

properties, rather based on practical and technical issues than on physical relevance, their

impact on predicted properties is generally not discussed. The originality of this mini-review

is that we focus on the various categories of kerogen models, highlighting the consequences

of the construction strategies and of the adopted simulation setups on the predicted prop-

erties, in addition to other effects like maturity, density, moisture, etc. Also, in line with

the general scope of this review, we only consider atomistic kerogen models that account

for the complex, disordered nature of this material. Therefore, investigations in which kero-

gen porosity is considered using simple geometry – such as slit pores – are neglected. For

instance, some studies37,38 can be found about confinement effect on transport in organic
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nanopore using molecules of kerogens only to mimic the surface roughness of idealized slit

pores without considering the amorphous nature of the kerogen itself, and fluid adsorption

within micropores. However, dual porosity investigations in which mesopores are included,

even under simple geometries such as slit pores, within a microporous continuum (i.e. a

disordered, microporous kerogen model) are considered (e.g. refs. [37–39]). Moreover, con-

sidering that a review paper in the same issue is dedicated to Machine Learning approaches,

we only consider papers dealing with such techniques when the focus is on the kerogen model

(e.g. ref. [40]) and omit other contributions even if we are aware of examples applied to

methane adsorption in kerogen models.41 Also, despite sharing many similarities with kero-

gen, the large body of literature regarding coal models is mostly ignored. Only considered

are coal-focused papers having direct impact, including methodological impact, on kerogen

studies. Finally, to conclude this review, we provide in section 4 a discussion on possible

future research directions that would allow building more realistic kerogen models, together

with better treatment of fluid adsorption and transport, and, eventually, better models of

the hydrocarbon recovery process and the carbon sequestration process.

2 Kerogen Models

2.1 Interpretative models

2.1.1 Early “hand drawn” models

Following earlier works,42 the first “realistic” chemical models of kerogen were proposed by

Béhar and Vandenbroucke in 1987.8 These authors drew a series of macromolecules repre-

sentative of the three main types of kerogen at three important stages in natural evolution:

early diagenesis, early catagenesis, and end of catagenesis. Models were constructed by hand,

trying to comply as much as possible with various experimental observables: elemental com-

position, ratios of aromatic, paraffinic and naphtenic carbons, size of aromatic domains,
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and distribution of functional groups. In this work, the immature (early diagenesis) models

were arbitrarily set to contain about 1500 C atoms, which is impressive for “hand drawn”

molecules, giving molecular weights in the 20–30×103 Da range. The models at higher matu-

rities were then constructed to respect the weight losses observed during thermogravimetric

analysis, up to 79 % for type I kerogen.

Here, it is important to comment on the adopted size for the models. The size for the most

immature models was chosen according to the following constraints: (i) satisfy the kerogen

property of not being soluble in common organic solvents, the insolubility limit being in the 5–

10×103 Da range,3 (ii) not being too large (∼ 3000 atoms) for obvious practical reasons, and

(iii) being large enough to capture the statistical representation of the different biomarkers,

chemical functionality and aromatic domain orientations within the models. According to

the authors themselves, (immature) kerogen is made by an ensemble of macromolecules

forming a continuum of molecular masses. Furthermore, upon evolution, kerogen releases

lighter molecules (light gases and petroleum) and condenses to form a carbon-rich solid. As

mentioned by Béhar and Vandenbroucke,8 at some evolution stage, “it is no longer possible

to discuss the structure of kerogen in terms of size, as long distance orientation, similar

to that in crystals or polymers, appears”. The decreasing molecular weight with increasing

maturity, which was adopted in Béhar and Vandenbroucke’s work for practical reasons (i.e.

highlighting the mass loss during evolution), was thus somehow unfortunate and misleading

as it does not consider the reticulation (cross-linking) of the kerogen during maturation.

A few years after this seminal work, some similar molecular models were proposed by

Siskin et al. for the Rundle Ramsay Crossing and Green River type I oil shales.43 The

produced models were made of few independent molecules, some well below the insolubility

limit, and should rather be considered as models of the OM than the kerogen stricto sensu.

Although these models are strictly 2D, with no attempt to capture the orientation of aromatic

fragments, they incorporate the olefinic carbon content, which was not the case in ref. [8].

A unimolecular model of Estonian kukersite kerogen was proposed by Lille et al.44 and
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validated with respect to empirical (i.e. non ab initio) Nuclear Magnetic Resonance (NMR)

calculations.

2.1.2 3D Molecular Models

Closely following Béhar and Vandenbroucke’s work, Faulon et al.45 proposed in 1990 an

automated computer-aided procedure to build representative kerogen macromolecules in 3D

from the same set of data. This procedure, based on creating bonded networks from a distri-

bution of molecular fragments, was applied to a type III kerogen at the end of catagenesis.

This model, although made of a single molecule, showed that microporosity occurs naturally

in mature type III kerogen due to bond distance and angle constraints.

In 2009, Zhang et al.46 built a 3D molecular model of Green River kerogen, by slightly

modifying Béhar and Vandenbroucke’s type I kerogen molecule, and investigated some ther-

modynamic properties of the material – glass transition temperature, density, thermal ex-

pansion coefficients, and solubility parameter – using molecular dynamics (MD) simulations.

To our knowledge, it constitutes the first investigation of kerogen using MD. A few years

later, Orendt et al.47 created a digitized version of Siskin’s Green River kerogen molecular

model using a combination of MD and ab initio calculations. They compared the computed

13C NMR chemical shifts and pair distribution functions to experimental NMR and X-ray

diffraction results, showing reasonable agreement.

In 2012, Ru et al.48 proposed a model of Chinese Huadian oil shale kerogen (type I,

immature). A rather small (680 atoms) kerogen “molecule” was generated using a molecular

builder by imposing, as done in Béhar and Vandenbroucke,8 a set of chemical and structural

parameters derived from elemental analysis, NMR and XPS data. The model was then

relaxed in 3D using molecular mechanics and investigated using MD.

In 2015 and with a similar approach to the one of Ru et al.,48 Ungerer et al. constructed

six molecular models of kerogen, including an immature type I kerogen, an immature type III

kerogen, and type II kerogens at four different maturities.14 The molecules were generated
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(a)
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Figure 2: (a) Molecular model of mature (type II-D) kerogen containing C, H, O, N and S
atoms.14 When packed and relaxed in a simulation box (b), such models give rise to ultra-
micro porosity49,50 (Reproduced with permission from ref 14. Copyright 2014 American
Chemical Society). (c) Molecular model of type II kerogen in the middle of the oil window
(type II-C) showing larger porosity (represented with colored spheres) obtained by adding
explicit fluid molecules and asphaltenes (not shown) during the 3D construction (reproduced
with permission from ref 51. Copyright 2014 American Chemical Society). The bottom row
shows kerogen models developed using the HRMC method for immature Eagle Ford kerogen
samples containing C, H and O atoms, with a porosity of (d) 0.8 g/cm3 or (e) 1.2 g/cm3.15

The porosity of the models is directly linked to the imposed density. (f) Type III kerogen
model developed by simulating the geological evolution of lignin with REMD.16 Unlike the
molecular models, HRMC and REMD kerogen models are made of a unique cross-linked
carbon skeleton percolating through the periodic boudaries of the simulation cells.
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according to the data available in Kelemen et al.18 A snapshot of a mature type II kerogen

molecule is shown in Fig. 2a. The authors then proposed a strategy to build bulk kerogen

models by packing a number of kerogen molecules in a periodic simulation cell using annealing

and cooling MD simulations as shown in Fig. 2b. Some properties, including density,

heat capacity, and pair distribution functions were computed. However, because of the

small size of the constituting molecules and low degree of cross-linking, these models only

show an ultra-microporosity (pore diameters < 7 Å).49,50,52 Extending the porosity range

requires dedicated procedures at the bulk model generation stage like inserting explicit fluid

molecules14 (Fig. 2c) or dummy particles of various sizes.49,50,52 Ungerer’s kerogen molecules

have been used in numerous simulation studies in the last decade (see the following sections

on gas thermodynamics and transport) and are by far the most widely used atomistic kerogen

models.

Ungerer’s methodology for building “kerogen molecules” was applied to many other kero-

gen samples, including Chinese Silurian,53 Huadian54,55 and Longkou,56 as well as the US

Marcellus shale.57 In this approach, models are constructed using data from a wide range of

experimental techniques, including ultimate (i.e. elemental) analysis, 13C solid state NMR,

Fourier Transformed Infra Red spectroscopy (FTIR), X-ray Photoelectron Spectroscopy

(XPS), X-ray Diffraction (XRD), etc. In some of these studies, several isomers of the kerogen

model are considered, differing in their degree of branching or functional groups localization.

The isomer with lowest energy being selected as the more representative.54–56 Validation of

the selected model using 13C NMR chemical shifts computed using density functional theory

was also performed in Guan et al.54 Liu et al. used an iterative refinement strategy, based

on empirical NMR calculations, to select the most representative molecule for a Marcellus

kerogen sample.57 A bulk model was then produced and the computed pair distribution func-

tion G(r) and structure factor S(Q) were compared to experimental results from X-ray total

scattering measurements, showing relatively poor agreement. A similar iterative procedure

was also used by Zhang et al. to produce models of five different mature kerogen samples.58
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A recent refinement in these strategies for constructing kerogen molecules was proposed in

the work of Kang et al.,40 who used a machine learning algorithm with multi-NMR train-

ing.40 Although very promising, the presented molecules could not exceed 600 Da in mass,

which is too small to be representative.

2.1.3 Image-guided models

A last worth mentioning interpretative model – that actually sits at the boundary between

interpretative and reconstructed (see below) models – is the mature Longmaxi kerogen (type

I-II) model constructed by Wang et al. using an Image Guided (IG) approach.59 In this work,

a 3D fully cross-linked and periodic kerogen model is constructed by assembling aromatic

fragments – including curved aromatics – and stacks of aromatic fragments with aliphatic

cross-links and pores, by combining information from High Resolution Transmission Electron

Microscopy (HRTEM) imaging, NMR, and CO2 adsorption data.

2.2 Statistical mechanics based models

2.2.1 Liquid quench models

Liquid quench molecular dynamics is often used to generate models of amorphous or glassy

carbons.60 In this method, a liquid at a given density is first equilibrated at high temperature

using Reactive MD (RMD) and then cooled down to low temperature. Such Quenched

Molecular Dynamics (QMD) method was applied by Obliger et al.61 who built models of

immature (H/C = 1.1) and overmature (H/C = 0.1) type I kerogen by varying the quench

rate and the hydrogen content in the liquid. Note that O, N and S were not considered in

this work.

2.2.2 Reconstruction Models

Contrary to molecular models that focus on reproducing the distribution of chemical func-

tions of the selected samples, reconstruction models rather focus on reproducing their main
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physical characteristics. This is done during the reconstruction process through the imple-

mentation of constraints prescribed from experimental measurements of, e.g. diffraction data

(structure factor or pair distribution function), pore size distribution, etc. The methodology

behind these models is based on the Reverse Monte Carlo (RMC) procedure as introduced

by McGreevy and Pusztai62,63 to describe the structure of systems dominated by 2-body

interactions. It was later improved to account for more constraints (CRMC) and allow pro-

ducing fully linked 3D skeletons of porous structures,25,64–67 to finally reach the Hybrid RMC

(HRMC) procedure24 where the total potential energy is added to the minimization process.

In practice, a fixed number of atoms is placed in a simulation box – with periodic boundaries

conditions – according to the desired density, and these atoms are then displaced randomly

following a Monte Carlo algorithm with Markov chain sampling. The procedure seeks to

minimize the error function χ2 =
∑Nbins

i=1 (Gexp(ri)−Gcomp(ri))
2 /σ2

exp(ri) + Epot/kBT , i.e.

the comparison between experimental and computed structure factor S(q) or its Fourier

transform, the radial pair correlation function G(r), in addition to a potential energy term.

In this approach, to apply such a hybrid energy/structure acceptance criterion, the simulated

Gcomp(r) is determined after each atomic displacement and the potential energy is computed

with a reactive force field.

Later, it was proposed to use a weight parameter for the energy term68,69 and optimize

it,70 as well as to perform a simulated quench starting from high temperatures. Compared to

the CRMC procedure, HRMC showed that it could reach structures that are more stable and

contain a significantly lower proportion of (unphysical) 3-membered rings in carbon cokes68,69

and bituminous coals.26 Such reconstructed porous carbons have been used to simulate

mature kerogens and their interface with silicates,71 together with fracture properties of

such systems. However, the HRMC method remains computationally expensive for systems

containing a few thousand atoms and, to decrease computational time while increasing the

ensemble of explored structures, a modified version of HRMC using a simulated quench

mixing MD and HRMC70 was later proposed. This method was then applied to obtain large
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structural type II kerogen models of various maturities15 (a 5 nm side cube containing up to

∼ 15k atoms, Fig. 2d-e). In these kerogen models, the only constraints are the density, the

C, H and O relative concentrations, and the experimental G(r). This MD-HRMC procedure

allowed producing 3D kerogen models that could reproduce the experimental bulk modulus

and vibrational density of states, as well as pore size distribution (microporosity probed

by CO2 adsorption) and heats of formation. They were moreover used to simulate fracture

properties, with a clear difference between immature (ductile) and mature (fragile) samples.

2.2.3 Mimetic Models (REMD)

Mimetic modeling refers to a class of methods in which structural models of materials are

produced by simulating their formation or synthesis, using for instance RMD. Owing to the

timescale of natural evolution (i.e. millions of years), the direct use of RMD in which ac-

cessible timescales are of ∼ 10−8 s is prohibited. Therefore, many authors have performed

simulations at elevated temperature to compensate for this limitation in timescale, usually

using ReaxFF force fields.72 Noteworthy investigations are those of Salmon et al.73 on the

pyrolysis of an alganean biopolymer, Liu et al.74 and Qian et al.75 on the pyrolysis of the

Siskin’s Green-River oil shale model, and Pawar et al.76 on the pyrolysis of Ungerer’s kerogen

models. However, because of the large heating rates (≥ 10 K/ps) and high temperature con-

ditions (typically ≥ 2000 K) required to activate chemistry at the picosecond (ps) timescale,

these studies mostly showed the liquefaction or gasification of the macromolecules, and not

their expected cross-linking and carbonization. Pyrolysis simulation on lignin and cellulose

were also reported with similar conclusions.77,78

To bypass this timescale limitation, without biasing thermodynamics, Atmani et al.79

proposed in 2017 to couple RMD with the Replica Exchange MD (REMD) method, ini-

tially developed to accelerate the convergence of protein folding simulations taking place

over micro to millisecond timescales.80,81 In REMD, several “replicas” of the same system

are simulated in parallel using RMD at a series of temperatures. The lowest temperature

14



generally corresponds to the temperature of interest, while the largest one is sufficiently high

for chemical reactivity to be fast with respect to the simulation time. At regular intervals

during the simulation, attempts to swap the atomic configurations of replicas having nearby

temperatures are attempted and accepted according to the following modified Metropolis

acceptance criterion:

Aij = min

{
1, exp

[(
1

kBTi

− 1

kBTj

)
(Ui − Uj)

]}
(1)

where the indices i and j label two adjacent replicas (i.e., j = i ± 1), with Ti and Tj their

temperatures, and Ui and Uj their potential energies. Provided that a sufficient number of

replicas are used, ensuring a good overlap in the potential energy distributions between repli-

cas i and j, every replica will be driven towards its own canonical equilibrium distribution.82

Convergence of the low temperature replicas, benefiting from chemical reactions achieved

at elevated temperatures, is thus accelerated by orders of magnitude. Using this method

and RMD simulations based on ReaxFF, Atmani et al. have simulated the conversion into

kerogen of cellulose79 and lignin,16 two constituents of higher plants as prototypes of type

III OM. In those simulations, type III kerogen was simulated up to advanced post-mature

states, actually up to H/C ∼ 0.1 for the lignin precursor.17 A REMD (lignin) kerogen model

at H/C ∼ 0.6 is shown in Fig. 2f. Unlike any other models, the kerogen composition along

evolution is a pure outcome of the simulations and, as shown in Fig. 1, it is found almost

perfectly within the bounds of type III kerogen. Other outcomes of the REMD simulations

are, (i) mass loss, to values of ∼ 75 and 40 % for cellulose and lignin, respectively, in good

agreement with experimental pyrolysis data, and (ii) fluid production (dominated by water

in mass). Fluid production is also intimately correlated with the development of large mi-

cropores in the kerogen, which can be moderated by fluid expulsion at an early evolution

(immature) stage, before the formation of a stiff (aromatic) carbon backbone. Unlike the

molecular models, and as obtained for the HRMC models, REMD kerogen models quickly
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form a unimolecular structure percolating through the periodic boundary conditions of the

simulation cells, at least for the considered system sizes of few nm widths.

2.3 Critical comparison

To compare the models discussed above, we have gathered in Table 1 some important features

of the different approaches used to build kerogen models. In particular, it highlights some

very different philosophies in the interpretative and statistical-mechanics based models by

considering the different inputs and outcomes (or outputs) in the construction strategies.

Table 1: Summary of the different categories and types of kerogen models showing their
different inputs (I), outcomes (O) and the computational costs of the 3D model genera-
tion. Displayed model types are the molecular (MOL), image-guided (IG), quench molecular
dynamics (QMD), hybrid reverse Monter Carlo (HRMC) and replica-exchange molecular
dynamics (REMD).

Model category Interpretative Statistical mechanics based
Model type MOL IG QMD HRMC REMD
Elemental composition I I I I O
Functional groups I I - O O
Size and connectivity of

I I O O O
the structural elements
Density O/Ia O/Ia I I O
Porosity O/Ia O/Ia O O O
Fluid production - - - - O
Mechanical properties O O O O O
Cost (CPU hours) 103−4 b negligible 103−4 104 106−7

a Porosity and density are often artificially imposed by using a simulated fluid or dummy particles during
the bulk kerogen generation. b Computational cost is due to the MD simulation required to form bulk

kerogen.

2.3.1 Chemical accuracy

The chemical accuracy of interpretative models (both molecular and image-guided) is ex-

cellent by construction, since both their elemental composition and chemistry (in the sense

of the nature and amounts of functional groups) are imposed based upon chemical charac-

terization (NMR, XPS, FTIR, etc.). Nevertheless, it is also worth mentioning that some
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arbitrary choices still have to be made in the interpretation of those data, due to insuffi-

cient experimental information. For instance, the olefinic content is generally not considered

during NMR spectra fitting, and all the corresponding C atoms are considered as part of

aromatic rings in Ungerer’s models.14 Similarly, the distinction between aliphatic and naph-

tenic carbon (-CH2- groups) is also arbitrary. Among other common simplification in the

interpretative models, is the neglect of heptagonal rings from aromatic or naphtenic groups

while pentagonal rings are only considered when suiting desired functional groups like pyrrole

or thiophene. This ignores both theoretical83,84 and experimental85 works showing that pen-

tagons and heptagons represent an important fraction of the total ring content in disordered

carbons.

With statistical mechanics-based methods, the elemental composition may either be im-

posed (QMD, HRMC) or an outcome of the simulations (REMD). In any case, the final dis-

tribution of chemical functions within these models is always an outcome of the simulations.

However, while these methods are able to reproduce most general characteristics of kerogens

– especially the increasing degree of aromaticity and cross-linking with increasing maturity

– they still produce models that contain some unrealistic chemical features. The most prob-

lematic is probably the abundance of radical sites and poor diversity of O-containing groups.

Large amounts of sp hybridized carbons (cumulenes) and few three-member carbon rings

were also observed in the HRMC models. This problem is partly due to the limitations of

the reactive potentials used in these procedures, and partly due to an insufficient sampling

time, preventing the full convergence of the structures. An advantage of statistical-mechanics

based methods, however, is that structural disorder, e.g. naphtenic and olefinic carbon atoms

as well as non-hexagonal carbon rings, is naturally included in the models. Due to the limi-

tation of the reactive potentials, the statistical-mechanics based models proposed so far only

contain C, H and O atoms (only C and H for the QMD models), while kerogen is known to

contain significant amounts of N or S atoms, even though in lower amounts than the above

mentioned atoms. While this is an evident flaw, one should note that it should play a minor
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effect in the simulation of gas adsorption and/or transport within these models, as the latter

are largely dominated by the effects of pore size, texture (ring/chain ratio) and the O/C

ratio.

2.3.2 Structure and texture

All the kerogen models present some aliphatic and aromatic moieties, of which both size

and amounts vary with maturity. What really differentiates between the interpretative and

statistical-mechanics based models is that in the former, these properties are constrained,

while they are simulation outputs in the latter. Another constraint in the molecular models is

the size of the representative molecules. Indeed, it has to be born in mind that, for instance,

the six kerogen molecules proposed by Ungerer et al.14 only contain a maximum of 252 C

atoms (i.e. about six time less than the “hand drown” models of Béhar and Vandenbroucke).

This corresponds to molecular weight between 2400–3900 Da, i.e. below the insolubility limit,

hence quite not complying with the definition of kerogen (insoluble form of OM). Molecular

models proposed by other groups are also based on molecules of similar size and, obviously,

cannot capture the expected broad mass distribution of actual kerogen, with a lower end

sitting at ∼ 5–10 × 103 Da. Regarding this point, the IG approach of Wang et al.59 is a

clear improvement, as cross-links are explicitly incorporated in the models. However, some

textural elements derived from HRTEM image analysis may be flawed by image artifacts

like fringe superimposition or Moiré patterns. Thus, the distribution of 002 fringe lengths,

used to determine the size of aromatics in IG models, may give average domain sizes that

are significantly smaller than accurate estimations based on X-ray diffraction or Raman

spectroscopy,83,86 even though some authors also found excellent correlations between XRD

and HRTEM data for some char samples.87

Conversely to the interpretative models, the structure and texture of the kerogen mod-

els are direct outcomes of the statistical mechanics based methods. The QMD and HRMC

studies have shown that low O-content kerogens (i.e. type I and II) are made from an uni-
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molecular structure percolating through the periodic boundary conditions of the simulation

cells – at least for the considered dimensions of the periodic simulation cells (few nm) cor-

responding to few thousands atoms (i.e. well above the insolubility limit). This somehow

invalidates the concept of molecular model, defined as an assembly of unbound molecules,

for this types of kerogen15,61. In the case of O-rich kerogen (type III), the REMD simulations

by Atmani et al.16,79 and Leyssale et al.17 have shown that while kerogen may be composed

of few moderate weight (few thousands Da) molecules at low maturities – which may also

result from oversimplified OM models –, it quickly evolves to a unique cross-linked entity

during maturation.

2.3.3 Density and porosity

Kerogen is a multiscale and heterogeneous material, with a multiscale porosity ranging from

the nanometer to the micrometer, as can be assessed from gas adsorption and small angle

neutron scattering.88–91 To build the atomic kerogen models that are the subject of this

review, one of the most important parameters is the density at the ∼ 5-nm scale. This

is fundamental, as it is directly correlated to the porosity of the models as well as their

mechanical, adsorption and transport properties. However, the intrinsic density of OM at

this scale can be difficult to assess because of the small pores present in the samples and

the fact that they always come embedded with inorganic matter.88,89,91 Nevertheless, it is

commonly accepted that densities in the range 0.9−1.4 g/cm3 are to be expected, depending

on kerogen maturity and burial depth of the deposit.36

In the case of molecular models, the density of the final 3D model is both an input and an

outcome of the relaxation, because it depends on the number of building block molecules49

and fluid molecules51 (or dummy particles49,50,52) used, and the applied temperature/pressure

conditions.92 Note that despite the introduction of large (up to 40 Å) dummy particles to

force a mesoporosity, upon their removal the 3D structure always relaxes and partly fills

the created voids, allowing reaching a maximum pore diameter of ∼ 20 Å independently of
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the number or size of spacer particles introduced.49,52 This maximum pore size would be

∼ 8 Å at 1 bar and 298 K without any fluid or dummy particles, with decreasing values

for larger pressures.49,50,52 For IG, QMD, and HRMC models, density is imposed at the

beginning of the simulation by the number of atoms placed in the simulation box of a fixed

size. The most representative samples are then chosen between the different models produced

as the ones that best reproduce some other quantities, such as pore size distribution or bulk

modulus.15 Finally, REMD models are special in the sense that the density is an outcome

of the simulation, that mainly depends on the pressure/temperature conditions and the

maturity of the samples. In these models, the porosity appears when a fluid is produced,

i.e. mainly water, carbon monoxide, dihydrogen, methane, and methanol (in decreasing

concentration for lignin-based kerogen).16 The final density was also shown to depend on

the type of OM at the origin of the produced kerogen, and whether some of the produced

molecules were expelled (i.e. removed) during the simulations. Densities in the range 0.6–

1.3 g/cm3 were obtained for type III kerogen deriving from cellulose16,79 and lignin.16,17

2.3.4 Mechanical properties

As will be discussed in section 3.1, the mechanical properties of kerogen are particularly

important ones, as (i) the ability of the kerogen to deform (swell) upon adsorption is inti-

mately linked to its elastic properties,61 and (ii) the efficiency of the hydraulic fracturing is

correlated to its fracture behavior. Using nanoindentation on kerogens of various maturities,

it was shown experimentally that kerogen stiffness is positively correlated with maturity,

with the Young’s modulus increasing from roughly 3 to 10 GPa.93 This is an expected cor-

relation, as the sp2 carbon content as well as cross-linking increase with maturity, which

results into an increased mechanical resistance. This positive correlation between maturity

and stiffness was also obtained for the QMD61 and HRMC models.15 Moreover, using HRMC

models, Bousige et al. also showed that, at fixed maturity, all elastic moduli increase with

the density of the models.15
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Mechanical studies using molecular models94,95 also found a positive correlation between

density and stiffness. However, a negative correlation between maturity and stiffness was ob-

tained, conflicting with both the simulations of Bousige et al.,15 the experiments of Wang et

al.,93 and intuition: the stiffest kerogen should be the one with the stiffest elements (aromat-

ics) and the largest degree of cross-linking, namely the most mature kerogen. This highlights

a fundamental difference in stiffness buildup between the molecular and statistical mechanics

based models. In the former, owing to the low molecular weight, which furthermore is inde-

pendent from maturity, stiffness (and strength) results from non-bonded interactions (van

der Waals and electrostatic forces, hydrogen bonds, entanglements, etc.) which overall are

stronger in immature systems. Conversely, in the highly cross-linked statistical mechanics

based models, stiffness and strength arise mostly from the covalent bond network of the

carbon skeleton, which strength increases with increasing maturity.

The same reasoning applies to the fracture properties. Using their HRMC models,

Bousige et al. were able to observe a crossover from a ductile behaviour for immature sam-

ples to a brittle behavior for mature kerogens, as evidenced by the shape of the stress-strain

curves and the spatial distribution of the bond breakings observed: uniformly distributed for

the immature case, and along fracture planes for the mature case.15 Using molecular models,

it was shown that the fracture surface depends on kerogen type,95,96 with a smooth fracture

surface for type III and a rough entangled fracture front for type I kerogen. All kerogen

types were nevertheless shown to have a ductile behavior in those studies, yet one should

be careful when concluding on those fracture properties, computed for low molecular weight

non-cross-linked molecular models, and using non-reactive force fields – meaning that they

cannot capture the rupture of covalent bonds.

Finally, while we are not aware of any mechanical evaluation of IG kerogen models, the

bulk moduli – the isotropic measure of stiffness – of REMD models were also computed.17,79

However, since in REMD models density and maturity are correlated, it is not possible to

distinguish their respective correlations with stiffness. For instance, for lignin-based kerogen,
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the bulk modulus K remains in the 0.7–3.2 GPa range when the H/C ratio evolves from 0.67

to 0.19, while the kerogen density decreases from 1.28 to 0.62 g/cm3.17 It has to be noted,

though, that the largest value of K (3.2 GPa) was obtained for one of the most mature (H/C

= 0.27) and less dense (0.62 g/cm3) model, thus confirming the positive effect of maturity,

in spite of the decrease in density.

2.3.5 Computational cost

Another critical point in the construction of atomistic kerogen models is the computational

cost, i.e. the amount of computer resources and time required, which can be measured

in terms of CPU hours spent to build the model. The construction of kerogen molecules

and IG guided models comes at almost no computational cost, although some classical MD

simulations have to be run to pack together several kerogen molecules to build a 3D periodic

model (with or without a sacrificial porosity). This comes at a low price, of the order of

103−4 CPU hours, which, with multi-threading, corresponds to a wall-clock-time of about a

day. Despite the use of (more expensive) reactive force fields, the computational cost of the

QMD models is similar to the one of molecular models. Yet, it depends significantly on the

desired maturity: the more mature, the lower the quench rate, and therefore the longer the

simulation. For the HRMC procedure, no multi-threading is possible due to the presence of

the Monte Carlo steps. As the procedure requires a large number of MC steps to converge,

especially for large systems as the number of steps scales with the number of atoms, the

HRMC reconstruction can be pretty long, several months in terms of wall-clock-time for the

5 nm wide models in ref. [15]. However, as it runs on a single CPU, it remains relatively cheap

in terms of computational cost (∼ 104 CPU hours). Finally, REMD is by far the most costly

technique in terms of resources. This lead to computational costs of 1-10 million CPU hours

per simulation. Note that an advantage of REMD is that models spanning maturities from

immature to largely post-mature are obtained from one single calculation, which moderates

the extensive computational cost of the technique.
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2.3.6 Detailed structure comparison
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Figure 3: Comparison of some chemical, structural and textural features of three different
classes of atomistic kerogen models: the molecular models of Ungerer et al.14 (squares), the
reconstructed HRMC models of Bousige et al.15 (circles) and the mimetic REMD models
obtained from cellulose by Atmani et al.16 (down triangles) and from lignin by Leyssale et
al.17 (up triangles). Displayed properties are (a) the number of sp2 carbon atoms, (b) the
ratio of the number of heavy atoms (C and O) belonging to a ring to the ones belonging to
a chain, (c) the mean size of clusters of connected rings, (d) the mean chain size between
aromatic clusters, (e) the percentage of heavy atoms in hexagons and (f) the ratio of the
number of heavy atoms belonging to heptagons to the ones belonging to pentagons. All
theses properties have been computed using the procedure described in ref 16 and are shown
as a function of the H/C ratio – as a measure of maturity. Note that for these calculations,
N and S atoms of the molecular models were replaced by C and O atoms, respectively.
Also shown on the figure are comparable experimental data extracted from Kelemen et al.18

(crosses) and Béhar et al.8 (pluses).

To complete this section, we present in Fig. 3 a comparison of four series of kerogen models

belonging to three important classes of models: molecular,14 HRMC reconstructed,15 and

REMD mimetic.16,17 For these different systems, we have applied the method described in

ref. [16] to compute a series of properties characterizing their chemistry (sp2 carbon fraction),

the local structure of their ring content (ratios of hexagonal, pentagonal and heptagonal
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rings), and their texture (ratio of heavy atoms in ring structures to those in chain-like

structures as well as the average size of ring clusters and chain-like clusters). Recognizing

that the atomic H/C ratio decreases smoothly upon maturation (see Fig. 1) and that it is

also naturally associated with texture evolution – H/C evolves from ∼ 2 for pure unsaturated

aliphatic chains down to ∼ 0 for a pure aromatic system with large graphenic domains –

we use here this ratio as a straightforward measure of maturity. At first glance, all types of

models are able to capture some important trends that are seen experimentally, namely that

with decreasing H/C ratio (i.e. increasing maturity), (i) the sp2 C content increases, (ii) the

relative content of atoms (C and O) in rings with respect to those in chains increases, and

(iii) the size of the ring clusters increases while the one of chain-like clusters decreases.

Looking more closely at Fig. 3a, we see that most models seem to follow the almost same

evolution path, in agreement with the existing experimental data, for the sp2 content, which

is clearly an excellent validation of the HRMC and REMD models (we recall here that the

sp2 content is imposed in the molecular models). The only series of models that significantly

deviates from the rest of the data is the set of overmature PY02 HRMC models for which

the sp2 content seems underestimated. This may be due to significant amounts of cumulene

(sp) carbon chains in these models.

Regarding the texture (Fig. 3b-d), clear evolution trends, common to almost all modeling

and experimental data, can be observed. The ring/chain ratio plotted in logscale (Fig. 3b)

evolves almost linearly with H/C (increasing when H/C decreases). As for the sp2 ratio,

only the PY02 HRMC models appear as slight outliers, for the same reason. The increase

in ring cluster size (Fig. 3c) and decrease in chain-like cluster size (Fig. 3d) with decreasing

H/C is also well reproduced by all models.

The most noticeable difference between the various models is found when analyzing the

size of rings in ring clusters. In Ungerer’s molecular models, the fraction of hexagons (Fig.

3e) increases from about 65% for immature models to about 82% for mature models, the

remaining rings being exclusively pentagons (Fig. 3f). Fractions of hexagons are significantly
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lower in both HRMC and REMD models. Values increasing from ∼ 15% for immature to

∼ 30% for post-mature kerogen were obtained for the HRMC models, which may be low

considering that expected rings mostly range from pentagons to heptagons with an expected

majority of hexagons. In REMD models, highly scattered values, between 30 and 60%,

are obtained in the early stages of the simulations when the kerogen starts forming (H/C

> 0.6) then slowly increases up to ∼ 60% for postmature kerogen. The ratio of the number

of heptagons over the number of pentagons, shown in Fig. 3f is a good indicator of the

curvature of aromatic domains, values close to unity correspond planar structures associated

to graphene grain boundaries or point defects (Stone-Wales defects), while lower values

indicate positive curvature (fullerene-like).17 As discussed above, heptagons are absent from

the molecular models and pentagons only found at the boundaries of aromatic domains,

which is somehow unrealistic. Conversely, in the HRMC models, the heptagon/pentagon

ratio remains fairly close to unity for all models, whatever their maturity. Instead, in the

REMD models, this ratio increases from almost zero in the early stage of the simulation at

which rings are not yet clustered, to almost unity when large and flat clusters dominate.

3 Fluid Thermodynamics and Transport in Kerogen

3.1 Fluids nanoconfined in Kerogen

3.1.1 Structure/composition relationships

With available kerogen models, several authors have considered the impact of kerogen’s

nanoporosity on the adsorption of alkanes – starting from methane up to longer chains such

as dodecane.15,97–102 When considering microporous kerogen models (pore size < 2 nm) such

as those obtained using the different methods discussed in the previous section, one invari-

ably observes type I adsorption isotherms. Such classical adsorption type is characterized by

a rapid pore filling at low pressure, followed by a saturation plateau at large pressures when
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the porosity is saturated in adsorbed molecules. As expected, such adsorption isotherms were

found to be reasonably described using Freundlich or Langmuir adsorption equation.97,100

Noting n the adsorbed amount per mass of sample and P the gas pressure, the Freundlich

model describes that n ∝ P 1/n while the Langmuir one assumes that n ∝ αP/[1 + αP ].

Beyond such mathematical formulas, the essential difference between the two models is that

the Freundlich model is empirical while the Langmuir one can be derived from robust ther-

modynamics or statistical mechanics grounds. For the former, we note that both asymptotic

limits are nonphysical as the limit in P → 0 fails to recover the Henry regime, n ∝ P , while

the limit P → ∞ does not capture adsorption saturation.

Using the molecular models proposed by Ungerer et al.,14 Alafnan et al. investigated

in a couple of papers the impact of kerogen type and maturity on gas adsorption in their

nanoporosity (here, we recall that nanoporosity is used to refer to pores at the nm scale

which is often referred in the literature as microporosity, i.e. pore size < 2 nm).98,99 By

considering descriptors such as porosity, density and pore size distribution, these authors

attempted to establish some structure/property relationship for methane adsorption. In

particular, while they found an expected linear relation between the gas adsorption capacity

and kerogen porosity, they showed that kerogens of type III possess the highest adsorption

capacity followed by II and I. Moreover, for a given kerogen type, the adsorption capacity

increases with increasing maturity as a result of the larger porosity being formed over time.98

The same authors also proposed that traditional engineering models fail to quantitatively

assess the gas-in-place as they do not consider both the adsorbed and free gas contributions.

By considering different kerogen models (i.e. of different maturities), they also proposed

that the number of double carbon bonds and type of heteroatoms (O, S, and N) affect the

kerogen nanoporous structure and hence their methane adsorption capacity.98,99

Using their HRMCmodels, Bousige et al. investigated adsorption in kerogen’s nanoporos-

ity as a function of its type and maturity.15 In this work, both N2 adsorption at low pressure

at 77 K and methane adsorption at 450 K in the high pressure range were studied – while
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the former corresponds to a routine technique to characterize porous materials, the latter is

relevant to gas recovery from gas shale at a characteristic burial depth. While the density

of kerogen is often poorly known (kerogen samples usually include minerals that cannot be

fully removed in experimental pre-treatments), the authors showed that the density to be

considered in a numerical model can be constrained against available nitrogen adsorption

data. Moreover, these authors also showed that the maturity is a key parameter in predict-

ing the gas adsorption capacity, as shown in Fig. 4 by considering different kerogen types

at the same density, the porosity was found to increase with maturity with a large impact

on the methane content. Using the same kerogen models, Wang et al. investigated methane

in local micropores.103 By considering four sample types with different porosities/densities,

they showed that the pore adsorption capacity decreases with pore size d in an exponential

fashion as a result of the decreasing surface-to-volume ratio S/V in pores of increasing size

(in fact, strictly speaking, we note that the adsorption capacity should decay as 1/d as does

S/V ).

In an attempt to move towards shale gas recovery, molecular models were also considered

to investigate the gas content in kerogen in practical conditions. As shown in Fig. 4, Wu

et al. studied methane adsorption in type II kerogens at different maturities while treating

both the temperature and pressure as functions of the burial depth.92 They found a maxi-

mum capacity at a depth of 1–3 km, consistent with practical observations. In agreement

with other observations on different sample types and maturities, it was also found that the

porosity change does not correlate directly with an adsorption change. This result suggests

that the surface evolution in time – i.e. as the pressure and temperature vary when the sam-

ple gets buried deeper and deeper – is significant with a strong impact on the gas trapped

in the kerogen’s porosity. As another illustration of practical application of kerogen models,

Huang et al. considered adsorption in a structure that mimics the kerogen found in Chinese

Cambrian gas shale.104 This molecular model, which is made up of kerogen macromolecules,

bitumen components and residual lighter components, was found to capture some important
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physical parameters of the experimental sample. By considering the distribution of micro-

pores (< 2 nm) in this system, these authors showed that gas molecules get adsorbed in a

different fashion depending on the pore size and presence of heteroatoms.

Several authors have also studied the impact of kerogen’s nanoporosity on the co-adsorption

of alkanes (by considering the shortest alkane – methane – to longer chains such as hexane,

nonane, dodecane, etc.). In particular, using molecular kerogen models, Wu et al.105 and

Zhang et al.106 determined the excess properties and selectivity of kerogen for the adsorption

of methane/ethane mixtures. In an effort to provide a thermodynamic framework to alkane

co-adsorption in kerogen’s porosity, other authors have considered different formalisms. Col-

lell et al.101 considered both the ideal adsorbed solution theory by Myers and Prausnitz,107

which is a cornerstone in the modeling of mixture adsorption in chemical engineering, and

the extended Langmuir model. While both models were found to describe reasonably the

simulated adsorption isotherms at low pressure, these authors found that the agreement at

high pressure only applies to kerogen with the largest micropores. In a similar spirit, Glatz

et al.108 considered additional adsorption models to describe methane/ethane co-adsorption

in kerogen, namely the non-revised Langmuir, revised Langmuir, extended Freundlich, and

Langmuir ratio correlation (with the latter providing the most accurate description of the

data in case of mixtures). Using configurational-biased grand canonical Monte Carlo simu-

lations, Falk et al.102 considered the adsorption as well as the conformational structure of

n-alkanes in a HRMC activated carbon model – that was used as proxy for kerogen. In

fact, this model has a very similar porous structures to the mature HRMC kerogen models.

While all n-alkanes were found to adsorb in low density kerogen, some size exclusion effects

in the high density kerogen structures lead to low adsorbed amounts for long alkanes. More-

over, adsorbed alkanes adopt distorted configurations with respect to their bulk counterpart,

therefore leading to a significant negative term due to the intramolecular contribution in the

overall isosteric heat of adsorption.
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3.1.2 Impact of wetting and Enhanced Oil Recovery

As far as molecular simulation studies using kerogen models are concerned, one of the first

works on the impact of water on the thermodynamics of shale gas was performed by Lee et

al.109 In this work, the authors employed a free energy technique – the so-called umbrella

sampling method – to determine the confinement and extraction of methane from kerogen

models through a wet interface (both a membrane of carbon nanotubes and a HRMC acti-

vated carbon were considered). Such a recovery process through a flooded interface was found

to involve a free energy barrier, therefore leading to activated transport during the extraction

step. Later, Zhang et al.110 also employed the umbrella sampling technique to investigate

the interactions of oil with kerogen surfaces in the absence and in the presence of water.

Using a more realistic kerogen surface, which includes surface groups, these authors showed

that the minimal energy required to recover oil molecules significantly decreases at the kero-

gen surface if water is present. In parallel to these works on the impact of surface wetting

on shale gas behavior in kerogen, several groups have used kerogen samples with preloaded

water amounts to investigate the impact of moisture content on methane adsorption.111–113

It was found that the methane adsorption capacity decreases with increasing the moisture

content. This result is fully consistent with previous findings114 on the impact of moisture

content on the adsorption of methane or carbon dioxide in activated carbons. In particular,

Ren et al.112 found that the methane adsorption capacity decreases linearly with moisture

content as water occupies the pore volume available for methane confinement/adsorption.

However, for an immature type II-A kerogen, we note that Chong et al.115 found that water

possesses the largest uptake compared to methane and carbon dioxide owing to the strong

water-kerogen interactions in such immature samples.

Several authors also considered the impact of moisture content on the co-adsorption of

gases, typically, CH4/CO2 mixtures.116,116–118 As illustrated in Fig. 5, using four kerogen

molecular models of different maturities, Huang et al.116 investigated the adsorption of CH4,

CO2 and their mixtures in kerogens as a function of moisture content. Upon increasing
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the moisture content, the CO2/CH4 selectivity was found to increase for the two mature

samples and the most immature sample but to decrease for one of the immature sample.

Such a result, which deserves further investigation to fully understand the role of moisture

content as a function of the kerogen type and maturity, suggests that the impact of moisture

content is driven by the water/kerogen interactions but also the gas/water interactions and

porosity of the kerogen sample. As an interesting extension of these works on the role

of moisture content, Li et al.117 also considered the impact of water content and salinity

on CO2 injection in shale to foster methane recovery. Using a molecular model of type

II-D kerogen, these authors considered the following thermodynamic conditions: 0–5 wt%

moisture, 0–6 mol/L NaCl saline, and 0–5 wt% C2H6 at different temperatures and pressures.

In line with the previous cited works, moisture content was found to be detrimental to CH4

adsorption. Moreover, salinity and the co-adsorption with ethane were found to further

decrease adsorption. Finally, while this will be discussed in more detail in the section below

dedicated to poromechanical effects in kerogen, we note here that Huang et al. also considered

the role of moisture content on the deformation of kerogen structures upon methane/carbon

dioxide co-adsorption.116,118

In the rest of this paragraph, we briefly review the use of kerogen models to address the

important problem of enhanced gas recovery through the injection of CO2 in gas shales. For

a more detailed review, the reader is referred to the recent review paper by Omari et al.119 on

theory, experiments and simulations on such a technical aspect. In an attempt to mimic en-

hanced gas recovery, Lee et al.109 employed umbrella sampling to investigate the substitution

of water by carbon dioxide to stimulate the extraction of shale gas. Using a simple model

of kerogen in gas shale, in agreement with experimental observations, these authors found

that replacing methane by CO2 is favorable from a thermodynamic viewpoint owing to the

strong interactions between CO2 and kerogen. Since then, by investigating methane/carbon

dioxide co-adsorption in molecular models of kerogen, many simulation studies have shown

that injection of carbon dioxide indeed shifts the adsorption isotherm conditions by favoring
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Figure 5: (a) Simulated maximum methane (left) and carbon dioxide (right) adsorbed
amounts for 4 molecular models of type II kerogen as a function of moisture content m.
(b) CO2/CH4 selectivity for the same kerogen molecular models shown in (a). We also show
the 4 different molecular models of Ungerer et al.14 Adapted and reproduced (snapshots)
with permission from ref 116. Copyrirght 2017 Elsevier Ltd.
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the depletion of methane.120–125 While the thermodynamic view derived from these works

should be complemented by transport coefficients (to fully grasp the complexity of enhanced

gas recovery), they already provide a comprehensive view of the problem. Using similar

molecular modeling approaches, other authors also considered simple available thermody-

namic models to describe methane/carbon dioxide co-adsorption in kerogen.108,126 Finally,

as an important development beyond thermodynamic modeling, Xu et al.127 have proposed

a kinetic model of enhanced gas recovery. In more detail, using MD simulations describing

the diffusion and displacements of gases involved in these processes, these authors derived

an analytical model depicting the dynamic recovery in the kerogen matrix from the recovery

time and capacity.

As briefly mentioned above, some authors also considered the impact of the presence of

water (i.e. moisture content) on the co-adsorption of CO2 and CH4. In particular, Huang et

al.118 found that, despite a decrease in the the CO2/CH4 adsorption capacity, the CO2/CH4

adsorption selectivity increases with increasing moisture content, therefore offering perspec-

tives to boost CO2-enhanced gas recovery using moisture conditions. Other works available

in the literature have included some additional complexity or specificities when modeling en-

hanced gas recovery using kerogen molecular models. By considering a molecular model of

kerogen in Chinese Cambrian gas shale, Huang et al.104 showed that the adsorption capacity

is larger for carbon dioxide than for methane. Wang et al.128 also considered CO2 enhanced

recovery but for the more complex situation of multi-component shale gas recovery (typi-

cally, CH4, C2H6, and C3H8). Moreover, several authors have also considered the impact on

enhanced gas recovery of kerogen swelling as methane gets replaced by carbon dioxide.129,130

Finally, while this is out of the scope of the present review paper focused on kerogen models

only, we note that some authors have also investigated by means of molecular simulation the

co-adsorption of CO2/CH4 on heterogeneous shale surfaces made up of organic and mineral

parts.109,131
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3.1.3 Poromechanics: sorption-induced deformation

While the mechanical properties of kerogen were discussed in section 2, we consider here

sorption-induced deformation of kerogen. Reviewing the experimental literature is out of

the scope of the present paper but we emphasize that there are numerous examples of

sorption-induced swelling,132,133 one also reporting a molecular dynamics study of the dif-

ferential swelling when different fluids are considered.133 From a theoretical viewpoint, in

their seminal work, Ertas et al.134 derived an extended Flory-Rehner and regular solution

theory model to describe the swelling of kerogen in contact with solvents. These authors

showed that the swelling induced by the confinement of a fluid in kerogen’s porosity is driven

by thermodynamic and structural parameters: solubility parameter, cross-link density, and

volume fraction of the kerogen network. These authors also proposed that the equilibrium

composition of molecules retained in kerogen can be predicted provided the composition of

the mixture in the reservoir is close to that initially contained in the kerogen. Later, Obliger

et al.61 performed explicit molecular simulations of kerogen swelling for an immature type

I kerogen model as a function of temperature, external pressure and methane loading. Us-

ing two typical kerogen models (an immature model with H/C = 1.1, and an overmature

model with H/C = 0.1) produced by QMD, they also carried out extensive MD simulations

to determine the evolution of the poroelastic properties of kerogen structures under various

conditions relevant to shale gas recovery. As expected, their results show that immature

kerogen is highly deformable while overmature kerogen remains quite stiff (so that the rigid

framework approximation holds reasonably for the latter). By considering the poromechanics

framework first introduced by Coussy135 and then extended by Brochard,136 these authors

showed that the adsorbed amount n in swollen immature kerogen does not obey the linearized

version proposed by Brochard, i.e. n = n0(1+Cε) whith n0 the adsorbed amount in the non-

swollen sample. Overall, for the specific conditions considered, owing to such deformability

aspects, it was observed that the density can vary by a factor 2 with an accessible porosity

increasing concomitantly from 0 to ∼ 30%. The linearized microporomechanical framework
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introduced by Brochard et al.136 was also used by Huang et al.137,138 to consider the effect

of preloaded water – to mimic the impact of moisture content – on the swelling of kerogen

subjected to CH4/CO2 co-adsorption. These authors proposed that enhanced gas recovery

can be maximized by tuning the the reservoir moisture as well as CO2 injection conditions.

However it has to be noted that important parameters, like the bulk modulus of the kerogen

models and the poromechanical coupling constant (C) entering in Brochard’s model, were

directly taken from Brochard et al.,136 although these constants are supposedly dependent

on the porous material, gas, and thermodynamic conditions.

Besides the works above, most studies on adsorption-induced deformations of kerogen

involved a direct mimetic approach, in which a grand canonical MC algorithm is combined

with simple MD simulations in the isothermal-isostress (NσT) ensemble. Such hybrid sim-

ulations probe the adsorption of fluid molecules from the external environment imposing a

given chemical potential and temperature, while allowing for mechanical deformations due

to the external stress applied to the system. Such an external stress can correspond to the

constraint exerted by the adsorbing pressure – the so-called “drained (or unjacketed) condi-

tions”, in which case the external stress corresponds to the negative of the fluid pressure –

or to an external mechanical constraint imposed by the surrounding medium – the so-called

“undrained (jacketed) conditions”, in which case the external stress is not related to the

fluid pressure but to the geological medium surrounding the system. As a typical example

of drained adsorption, such a combined MC/MD simulation strategy was used to investigate

the swelling of kerogen including some mesoporosity containing either gas or liquid hydro-

carbons.52 As expected, smaller hydrocarbons in both the gas and liquid phases were found

to possess a larger adsorption capacity. Interestingly, by considering hydrocarbon at condi-

tions corresponding either to the gas or liquid phase, the authors also established that the

so-called Schroeder’s paradox – an important observation that polymers swell more in the

liquid phase than in the gas phase – also applies to kerogen-hydrocarbon systems.
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3.2 Fluid Diffusion and Transport

The first paper explicitly addressing the MD simulation of transport in kerogen using an

atomistic model dates back to 2015.139 There, the authors considered an HRMC activated

carbon model, as a reasonable proxy for mature kerogen. Prior to that, diffusion in such

carbon model was investigated at low temperature (77 - 120 K) to show that the self-diffusion

coefficient (or self-diffusivity) exhibits a maximum with fluid loading typically around 45-

65% of fluid loading.69,140,141 However, at larger temperatures (≥ 300 K), diffusion decreases

monotonically with the fluid loading.142

Falk et al.139 showed that the usual Darcy’s law is not valid to describe the transport of

linear alkanes (from methane to dodecane) in kerogens due to strong adsorption effects. In

fact, the linear response between pressure gradient and flow holds, but the proportionality

coefficient is not simply given by the permeability of the porous structure and the viscosity

of the fluid, instead, it was found to depend on the fluid density, etc. Such a result is

due to the fact that the fluid adsorbed in such amorphous and confining media cannot

be treated independently from the kerogen itself (there is no bulk or free fluid). As a

consequence, hydrodynamic modes within the fluid do not develop, making the notion of

viscosity inappropriate in this case.139

More generally, collective effects can be neglected on the long term diffusion, the self and

the collective diffusion coefficients are thus approximately equal. The transport properties

can then be determined from the self-diffusion coefficients that are simply obtained by equi-

librium MD. Also, the transport properties of the alkanes scale as the inverse of the number of

monomers in the alkane molecule and decrease with fluid concentration (see Fig. 6a). Then,

those conclusions have been generalized143 for alkane mixtures in Bousige’s PY02 HRMC

kerogen model15 – which is structurally and chemically very similar to the activated carbon

model mentioned above. On top of being able to neglect the collective effects within the same

species of the mixture, it was shown that cross diffusion between species can be neglected and

that the transport properties of the species can also be determined from their self-diffusion

36



coefficients. In the end, the transport properties only depend on global properties of the ad-

sorbed fluid mixture such as the concentration of alkanes’ monomers regardless of the fluid

composition.143 In the studies above, carbon microstructures were treated as perfectly rigid

frameworks. As such, due to the exponential decrease of the available free volume with the

quantity of adsorbed fluid, the transport properties decrease as well. This trend has been

rationalized using a free volume theory139,143 which introduces two parameters: a friction

coefficient ξ0 that controls the diffusion of a single alkane monomer (or methane) in the infi-

nite dilution limit and a free volume parameter α that controls the decrease of the diffusion

coefficient with that of the free volume. For n-alkanes (from methane to dodecane) in a

kerogen model, it was shown that a single pair of values for those parameters is sufficient to

describe the transport properties of alkanes’ mixtures – regardless of the composition of the

fluid thanks to the noticeable absence of collective effects on transport within the adsorbed

fluids.143 This free volume scaling appears to hold whenever the porosity is ultra-confining,

i.e. both disordered and microporous. Also, the required coefficients (ξ0 and α) are directly

correlated with the pore volume fraction of the kerogen microstructure.144

Meanwhile, interpretative molecular models were widely used to investigate their trans-

port properties, starting by one kerogen model of Ungerer et al.14 The type II-C kerogen

model (see Fig. 2c) was used to study the transport properties of a model condensate-rich

gas mixture.145 It was shown that transport can be considered as purely diffusive, e.g. corre-

lations between fluid molecules can be neglected so that the self-diffusion coefficients of each

fluid species can be used to predict their transport coefficients. In addition, the transport

properties of linear alkanes scale as the inverse of their chain length. Within a similar type

II model, Wang et al.120 report decreasing trends with the adsorbed fluid quantity for the

self-diffusion coefficients of methane and carbon dioxide within binary mixtures of various

CH4:CO2 molar proportions, 1:1 (see Fig. 6b), 1:2, 1:3, and 1:4, with the diffusion of CH4

being always slightly larger than the one of CO2, as also noticed in ref. [147]. Such difference

can be explained by invoking the difference in isosteric heat of adsorption between these
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Figure 6: (a) Self-diffusion coefficient of linear alkanes in a type II-C kerogen (see fig. 2c)
scaled by an optimal parameter that is close (but slightly superior) to the number of carbons
of the alkane, as a function of the fluid loading in mole of carbon per gram of kerogen matrix
(reproduced with permission from ref 145. Copyright 2015 American Chemical Society).
The dashed line corresponds to a linear scaling. (b) Self-diffusion coefficient of methane
and carbon dioxide in equimolar mixtures adsorbed in a type II-A kerogen, as a function of
the hydrostatic pressure (reproduced with permission from ref 120 under a CC BY licence.
Copyright 2017 by the authors). Diffusion is slower in one of the three directions. Lines are
a guide for the eyes. (c) Self-diffusion coefficient for methane adsorbed in a QMD model of
immature type I kerogen, as a function of the fluid loading in milligram of fluid per gram
of matrix (reproduced with permission from ref 146. Copyright 2022 American Chemical
Society). The mechanical pressure Pm is applied to systems where the fluid loading is imposed
to mimic geological conditions. The lines correspond to a free volume model accounting for
the swelling.
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fluids. Significant anisotropy was also reported due to the size of the cubic simulation box

(∼ 3.3 nm).120 Type I-A molecular model has been considered by Yu et al.,148 who found

methane diffusion to be considerably larger than in the type II and III kerogens mainly

because of the lower density of the type I microstructure. On a more fundamental side,

Vasileiadis et al.149 have introduced the concept of Limiting Pore Diameter (LPD) to find

that diffusion in molecular models of type II-D correlates linearly with the LPD. Also, Perez

et al.150 used a type II-C molecular model to highlight that Graham’s law – stating that

the self-diffusion coefficients scale as the inverse of the molecular weight in gas condition –

remains valid in ultra-confining conditions for a variety of molecules composing a black oil.

One of the common points of the examined literature is to overlook the poromechanical

couplings between the adsorbed fluid and the kerogen microstructure, notably the adsorption-

induced swelling that is modulated by the flexibility of the structure. In particular, it

is thought that a more rigid structure (elastic, mechanically speaking) will be less prone to

swelling than a flexible one (viscoelastic). Wu et al.151 attempted to account for the flexibility

effects on the transport properties of a molecular model of type II-A kerogen. They conclude

that transport decreases with the adsorbed fluid quantity and even that transport is larger

when the whole microstructure is rigidified. However, their results can be influenced by the

methodology used to impose the mechanical constraints on the system, (i) in the direction

in which the transport properties are studied, pressure is imposed by the fluid in the two

reservoirs surrounding the kerogen (a boundary-driven method was used to simulate the

pressure gradient), (ii) the size of the system is imposed on both directions perpendicular

to the flow, and (iii) some atoms of the solid are arbitrarily frozen during the simulations.

Specifically, the last two conditions prevent the swelling of the kerogen microstructure that

can be important here, as pointed in ref. [121] for a molecular model of type II-C kerogen –

in line with the fact that the kerogen molecules used in such models have masses below the

insolubility limit. A simpler and more robust investigation of the adsorption-induced swelling

on diffusion is given in ref. [152] in which the authors used a QMD model of immature type
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I kerogen to simulate methane diffusion at various loadings under geological temperature

and pressure and using undrained/jacketed conditions. In this kerogen, prone to important

adsorption-induced swelling, methane diffusion increases with the amount of adsorbed fluid

due to the accompanying free volume increase. It is also shown that, at constant volume,

the effects of the internal motions of the kerogen matrix coupled to the dynamics of the

fluid enhance the diffusion and that this enhancement is more important at low fluid loading

because pore size fluctuations have a more dramatic impact on the pore connectivity than

at high loading where the pore network is always well connected. Following on this work,

Ariskina et al.146 highlighted that kerogen flexibility do not promote significant collective

effects on the diffusion. Again, as in the rigid case, the collective- and the self-diffusion

coefficients are approximately equal and the latter can be used to predict the transport

properties. It is shown that the increase in self-diffusion coefficient with increasing fluid

loading – due to the important adsorption-induced swelling – can be further rationalized by

the use of a free volume model (see Fig. 6c). However, this uncommon positive correlation

between fluid loading and diffusivity due to adsorption-induced swelling may only be valid

for immature kerogens for which adsorption-induced swelling is important.

3.3 Pore network effects: multimodal porosity, accessibility

In an attempt to describe the complex multiscale nature of kerogen, several authors have

considered numerical models displaying multimodal porosity (i.e. kerogen structures that

possess two or three porosity scales from the nanoscale to beyond). Typically, most authors

simply consider nanoporous kerogen structures (pore size < 2 nm) which are combined to

include a large mesopore (2 – 50 nm) as in ref. [153]. Using a similar approach, Tesson et al.39

have also proposed such models of kerogen slit mesopores to study the impact of the micro-

porous walls on the adsorption in the mesoporosity (Fig. 7a). In parallel, beyond the simple

slit geometry, other authors have prepared kerogen bimodal structures by creating, within

a kerogen model, pores of different shapes (cylindrical or square hole for instance).126,154,155
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Such models were used to probe the impact of confinement on gas adsorption as it is known

to vary drastically with pore shape/size. Finally, Michalec and Lisal50 proposed a refined

strategy to produce such multimodal kerogen models and investigate the confinement of pure

methane and a mixture of 82% of methane, 12% of ethane and 6% of propane in kerogen.

Using Ungerer’s kerogen molecules, these authors used dummy atoms of varying size during

the 3D structure generation to introduce micro- or mesoporosity.

From a thermodynamic viewpoint, using microporous/mesoporous kerogen models, sim-

ple bimodal kerogen models (i.e. microporous/mesoporous materials) have allowed gaining

the following insights using molecular simulation. Huang et al.156 showed that the large

nanopores in kerogen are not saturated with methane at deep shale reservoir conditions.

Using a more refined model (with mesopores of a more realistic morphology compared to

the slit geometry coexisting with micropores), Perez et al.150 observed that methane fills

the pores while longer n-alkanes adsorb at the pore surface. Moreover, these authors found

that such heavier alkanes adsorbed at the pore surface partially or completely obstruct the

pore entrances in kerogen. Finally, using a simple kerogen model containing both the kero-

gen’s intrinsic microporosity as well as a large mesopore, Falk et al.102 investigated the

different contributions of such bimodal porosities in the adsorption of alkanes in kerogen.

First, depending on the alkane chain and temperature conditions considered, different ad-

sorption isotherms are observed. Methane adsorbs in both porosities at all pressures with

an adsorbed amount that increases in a continuous and reversible manner with pressure.

Dodecane adsorbs at low pressures in the kerogen’s nanoporosity before undergoing capil-

lary condensation at a larger pressure, therefore leading to a discontinuous change in the

adsorbed amount. Such a dichotomy is well-established in the field of adsorption: small

pore (or equivalently large molecules) follow reversible and continuous filling, while large

pores (or equivalently small molecules) exhibit capillary condensation. In fact, at a given

temperature, there is a critical diameter below which pore filling and emptying no longer

follows first order capillary condensation as observed for large pores. In agreement with
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results for gas adsorption in hierarchical porous materials,157,158 Falk et al. found that the

overall adsorption isotherm simply is a linear combination of the adsorption isotherms in

the different porosities (kerogen microporosity and larger mesoporosity).102 Using kerogen

models with external surface connected to a larger porosity, typically a mesopore acting as

a reservoir of methane, several groups have also investigated the pore space accessibility in

kerogen nanoporous structures.15,50,102,159 By conducting MD simulations, instead of grand

canonical MC simulations which allow fluid particles to be inserted/removed everywhere in

the nanoporosity, these authors determined the amount of gas diffusing from the reservoir

into the kerogen structure. In doing so, it is possible to assess the amount of porosity and,

hence, of gas that can diffuse from/to the kerogen porosity. In particular, in the final equilib-

rium state, one readily obtains the amount of gas inside the matrix as a function of the gas

pressure left in the reservoir. As a striking result, by comparing adsorption isotherms ob-

tained with and without taking into account such accessibility issues for different mature and

immature kerogens, it was found that pore connectivity is poor for all materials: about 80%

of the pores are closed in immature models and about 20 to 60% in more mature samples15

where experimental values for Barnett shales stand between 25 to 45%.89 It should be noted

that even if such molecular dynamics approaches are useful to probe accessibility aspects

as well as kinetic effects in adsorption/desorption processes, they are limited to short time

scales only. Indeed, by construction, due to limited computer power, regular MD simulations

only probe timescales of the order of 1–100 ns, so that it only provides a lower limit of pore

accessibility. In other words, it cannot be ruled out that some apparent inaccessible pores

on short timescales would get filled at longer times. In this context, we note that free energy

techniques, such as those employed in ref. [109], would provide a more complete picture by

providing the free energy landscape for diffusion into the kerogen structures, which can be

converted into characteristic transport coefficients in the framework of the transition state

theory.160 Also, we note that the flexibility of the kerogen structures, neglected here, can

increase the accessibilty.
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Figure 7: (a) Adsorption profile of methane within a slit mesopore created in a molecular
model of type II-A kerogen. The atoms of the kerogen are depicted in red while those of the
fluid are in pink for the carbons and blue for the hydrogens (reproduced with permission
from ref 39. Copyright 2018 American Chemical Society). (b) Collective diffusion coefficient
of methane as a function of the self-diffusion coefficient for dual-porosity systems where
the mesoporosity is carved out of a QMD model of mature type I kerogen according to an
image obtained by HRTEM. The 4 different systems correspond to different scaling degrees
indicating the level of increase of the volume of the mesoporous phase so as to decrease the
microporous fraction xϕ. The orange circle stands for the self-diffusion coefficient evaluated
for the bulk microporous kerogen, the empty squares for the ones predicted by the 1/

√
xφ

scaling, and the empty stars for the estimate of the collective diffusion coefficients adding
the 1/xφ scaling that quantifies the collective effects on the diffusion properties. (reproduced
with permission from ref 161. Copyright 2020 American Chemical Society)
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Then, coming back to diffusion properties, Magnin et al.161 extruded atoms out of QMD

models of kerogen by mapping a part of a three dimensional electronic tomogram162 so as

to obtain kerogen models containing both the microporous and the mesoporous phases with

a realistic geometry (Fig. 7b). By artificially increasing the fraction of the mesopores in

the systems, they have shown that when the fraction of mesopores becomes more important

than the one of the micropores the collective effects become non negligible as the collective

diffusion coefficient becomes larger than the self-diffusion one. This is expected because

the mesoporosity of such systems is connected through the periodic boundary conditions,

so that collective effects can develop in the fluid which can flow across the system without

having to diffuse in the microporous phase, even though sorption/desorption between the

microporous structure and the mesoporosity is always possible. Interestingly, it has been

found that the ratio between the upscaled self-diffusion coefficient and the self-diffusion

coefficient of the microporous phase, scales as the square root of the microporous fraction

of the total pore volume.161 Furthermore, the ratio between the upscaled collective-diffusion

coefficient and the upscaled self-diffusion coefficients scales linearly with the microporous

fraction, thus allowing to predict the transport coefficient from the knowledge of the self-

diffusion coefficient within the microporosity and the microporous fraction (Fig. 7b). In

ref. [162], the electronic tomograms revealed mesopores that are mostly scattered among the

microporous phase, meaning that fluid molecules have to adsorb in the microporous phase

in order to diffuse across the kerogen. Thus, the study of transport focused on the upscaling

of the self-diffusion coefficients. Continuous time random walkers simulations, accounting

for different diffusion coefficients for the fluid in the mesoporosity and in the microporosity,

have been used, allowing the fluid to diffuse through the interface between both porosities

based on the ratio of fluid concentrations. The numerical results obtained for various kerogen

mesostructures have been used to validate an analytical model predicting the upscaled self-

diffusion coefficient as a function of the fluid concentrations and the self-diffusion coefficients

of the fluid in the two phases, and this with the need of only one single effective parameter
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accounting for the geometry of the mesostructure.

4 Perspectives

4.1 Towards better models

As discussed in section 2.3, all existing models present some varying degrees of inaccuracy –

clearly leaving room for improvement. An ideal kerogen atomistic model should, (i) have the

chemical accuracy of 3D molecular models, (ii) be large enough to provide a good statistical

description, (iii) be cross-linked enough not to be soluble and capture the mechanical proper-

ties of the material (including their variations with maturity, density, etc.), (iv) capture the

intrinsic multiscale porosity of kerogen, and (v), above the kerogen itself, models should also

exist for the kerogen interfaces with inorganic matter in shale. Despite the significant efforts

reviewed in this manuscript, there remains room for improvement for all types of model to

reach these goals. We highlight here some possible research directions.

Although machine learning (ML) strategies such as those presented in ref. [40] could

certainly improve the quality of molecular models, ML itself cannot solve the main drawbacks

of such models, namely that they indeed are “molecular” models, and as such unable to

capture the complexity of highly cross-linked materials such as kerogen. This statement

is better understood in the overmature limit. Extrapolating the 250 C atoms molecular

models to a higher maturity with ∼ 100 % of aromatic C would lead to a large polycyclic

aromatic hydrocarbon. While this can maybe be a reasonable model of some coal tar pitches,

this obviously cannot be one of overmature kerogen. That being said, strategies to turn

molecular models into cross-linked ones, as was done with the image guided method,59

remain promising, provided that the building blocks are diverse and numerous enough to

provide a good statistical description of the kerogen.

A straightforward improvement pathway for reconstruction models would be attempting

to reach a chemical quality similar to the one of molecular models. With that aim in mind,
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an option to explore might be the recently proposed Hybrid Reverse Molecular Dynamics

(HRMD) method,163,164 in which a fictitious force field forcing the minimization of the error

on S(q) is imposed at each MD step on top of the regular reactive force field. The advan-

tage of this technique is its rapidity compared to HRMC since multithread computation

is possible in RMD (like in classical MD), whereas it is not possible in HRMC due to the

occurrence of MC steps. It was successfully applied to carbon blacks with various degrees

of order,164 so that it should be readily applicable to kerogens of various maturities. To

improve the distribution of chemical functions in these models, one could consider energy

penalties based on some extended experimental target data like NMR spectra calculations.

Similarly, pore size distribution, HRTEM image properties, etc. could be introduced in the

reconstruction process, provided that the latter are easy and cheap to compute, to improve

the structure/texture of the models.

Mimetic modeling could be improved by performing REMD with more realistic precursors

and larger systems. Kinetic-based methods, rather than thermodynamic-based methods like

REMD could also be considered. In this regard, Valdenaire et al.165 have recently proposed a

method based on first passage times and kinetic integration to accelerate the RMD simulation

of cellulose pyrolysis. Although promising, the obtained gain in timescale was insufficient

to consider such methods for geological evolution so far. Finally, improving the available

reactive force fields will obviously be key to improved statistical mechanics based models.

The ML force fields are becoming increasingly popular and, in the case of pure carbon

systems, the gaussian approximation potential of Rowe et al.166 has been shown to surpass

the most popular empirical potentials in many aspects. Nevertheless, additional advances

are required before such accuracy can be reached for more complex systems containing at

least C, O and H atoms, and possibly N and S.

The natural inclusion of mesoporosity – as opposed to former studies where it is imposed

via sacrificial spacers49–52,151 or by cutting larger pores within initially microporous models161

– is also a challenge that remains to be solved for more realistic and consistent (i.e. in the
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sense that mesopores would not fall apart when removing the artificial dummy particles)

micro/mesoporous models. Considering the discussions above, as long as their molecular

weights stay on the low end, molecular models do not seem to be the most relevant ones

here. However, mesoporosity should occur naturally in reconstructed or mimetic methods,

provided that suitable simulation conditions are met. First of all, systems significantly

larger than those of 5 nm or less used so far in HRMC or REMD simulations should be

considered, raising a real issue with computational cost, especially for REMD. Asides from

these practical considerations, HRMC/HRMD reconstructions should be performed at lower

overall densities with additional constraints on the pore structure like small-angle X-ray

diffraction or pore size distributions. In REMD, mesoporosity should also appear naturally,

via a phase separation between the dense kerogen parts and bulk-like fluid areas. Note that

early signs of mesopore developments were observed in ref. [17], yet the system size was too

limiting to allow for large mesopores to appear.

Atomistic models of organic/inorganic interfaces in shale should also be developed allow-

ing for detailed investigations of sorption and transport at those interfaces. These informa-

tion would be crucial for upscaled models of shale systems thermodynamic and transport.

Mechanics at these interfaces is also certainly intimately linked to the efficiency of the frack-

ing process and, hence, to the efficiency of oil and gas recovery. Numerical investigations on

the mechanical properties of kerogen/mineral composite systems would be valuable tools in

this regard. So far only a few reports, with simplified kerogen models, have been published

on this topic.71,167

4.2 Realistic models for gas adsorption and transport

An important challenge in the field of kerogen modeling and its applications for hydro-

carbon adsorption and transport concerns the complex time and length scale dependence

involved in these processes. Like vitreous systems in condensed matter physics, kerogen is

an out-of-equilibrium, disordered material which evolves in time as it gets buried deeper and

47



deeper underground. As a result, the modeling of kerogen and, in general, of gas adsorp-

tion and transport in its porosity, opens the question of the complex underlying kinetics of

these processes. Generally, when modeling kerogen structures, timescale separation is implic-

itly assumed. Considering the typical times corresponding to geological evolution, kerogens

are assumed to be in a local equilibrium at the pressure and temperature imposed by the

geothermal gradient at its location depth. While this appears as a robust approximation for

molecular modeling, it raises the question of the evolution of kerogen materials and the gas

trapped in their porosity as they are brought to external conditions that depart from those

in situ. In particular, even if processes relevant to gas thermodynamics and transport in

these complex materials occur in geological conditions, most characterization experiments

against which molecular modeling is compared to are performed for very different external

environments. For these reasons, in the field of kerogen modeling, important efforts should

be devoted to investigate the behavior of gas adsorption and transport in kerogen under in

situ conditions (i.e. as a function of external thermodynamic, chemical and mechanical con-

ditions). In fact, with the aim to mimic potential evolution occurring in kerogen upon gas

release/extraction, there is a need to develop models that allow considering operando condi-

tions (e.g. temperature/pressure gradients, stress/strain constraints, and complex chemical

environments).

Multiphysics aspects are another key challenge in the field of kerogen modeling to describe

the thermodynamic and dynamical behavior of fluids in its porosity. In general, by multi-

physics, we refer here to the complex interplay between thermodynamic, chemical, transport

and mechanical phenomena that occur under most conditions in kerogen applications. In

particular, considering the small scale porosity (∼ nm) in kerogens, such coupling effects

are expected to occur as the thermodynamics of the confined fluid leads to rich transport

mechanisms (e.g. slippage, interfacial transport, non-viscous effects, memory effects, and

intermittent Brownian motion i.e. stop-and-go diffusion processes). While such effects have

received significant attention in the field of nanofluidics,168 they have not been fully consid-
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ered in the field of kerogen modeling. Even if the highly disordered nature of these materials

makes the investigation of these mechanisms complex, they are expected to also apply upon

gas adsorption and transport. Beyond adsorption/transport coupling within the porosity of

kerogens, the thermodynamics of gas is also expected to apply at the interface of kerogen and

its external environment. As an important illustration, as already mentioned in this review,

the wetting properties of kerogen interfaces was shown to drastically impact hydrocarbon

extraction with potential activated transport phenomena in the presence of water.109 Ex-

pected multiphysics effects also include rich phenomena which arise from chemo-mechanical

coupling as the adsorption or transport confined fluids is known to be affected by the me-

chanical response of the kerogen matrix to strains and stresses. Like for other multiphysics

aspects, the interplay between mechanical deformation and fluid adsorption has been already

identified as a mechanism leading to complex transport in confinement. This includes highly

selective ion transport in biomembranes through mechanical solicitation/deformation.169–171

Moreover, methane, alone or with carbon dioxide, has been the focus of recent studies, but

considering heavier hydrocarbons will also help to be closer to geological conditions. From a

general viewpoint, investigating the multiphysics phenomena that can occur within kerogen

requires very robust and versatile molecular models. While some of the models described in

this review provide a very strong basis to tackle such questions, further work is needed to

probe their ability to capture these effects in a realistic fashion.

Only a few studies have tried to include the impact of the kerogen mesoporosity on the

transport properties while focusing on methane and either neglecting the collective effects

or dealing with arbitrarily connected mesopores. Building multiscale strategies accounting

for diffusion adsorption in the microporous phase, the impact of the mineral phase, and

the permeability of the interface between the microporosity and the mesopores will be a

significant challenge in the future. In particular, the multiphysics aspects mentioned above

should be integrated with the multiphase nature of shales for more realistic geological con-

ditions. For instance, the thermodynamics and transport properties of fluids adsorbed in
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the OM depend on the distribution of stress within the system which, in turn, is determined

by the local mechanical properties of the kerogen matrix and the mesopores geometry. In

this case, the computational cost of MD simulations will become too important for realistic

mesostructures at larger scales. For instance, multi-scales strategies based on pore network

modeling, lattice-Boltzmann discretization techniques or random walks simulations – that

are commonly used in the field of homogenization in porous media30–32,162 – could be used.
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and transferable machine learning potential for carbon. J. Chem. Phys. 2020, 153,

034702.

(167) Hantal, G.; Brochard, L.; Pellenq, R. J.-M.; Ulm, F.-J.; Coasne, B. Role of Interfaces

in Elasticity and Failure of Clay–Organic Nanocomposites: Toughening upon Interface

Weakening? Langmuir 2017, 33, 11457–11466.

(168) Bocquet, L.; Charlaix, E. Nanofluidics, from bulk to interfaces. Chemical Society Re-

views 2010, 39, 1073–1095.

(169) Marbach, S.; Bocquet, L. Active sieving across driven nanopores for tunable selectivity.

J. Chem. Phys. 2017, 147, 154701.

(170) Cox, C. D.; Bavi, N.; Martinac, B. Biophysical principles of ion-channel-mediated

mechanosensory transduction. Cell Reports 2019, 29, 1–12.

(171) Marcotte, A.; Mouterde, T.; Niguès, A.; Siria, A.; Bocquet, L. Mechanically activated

ionic transport across single-digit carbon nanotubes. Nature Materials 2020, 19, 1057–

1061.

70



TOC Graphic

0 0.1
0

1

O/C

H/
C

REMD

HRMC

Molecular

71


	Introduction
	Kerogen Models
	Interpretative models
	Early ``hand drawn'' models
	3D Molecular Models
	Image-guided models

	Statistical mechanics based models
	Liquid quench models
	Reconstruction Models
	Mimetic Models (REMD)

	Critical comparison
	Chemical accuracy
	Structure and texture
	Density and porosity
	Mechanical properties
	Computational cost
	Detailed structure comparison


	Fluid Thermodynamics and Transport in Kerogen
	Fluids nanoconfined in Kerogen
	Structure/composition relationships
	Impact of wetting and Enhanced Oil Recovery
	Poromechanics: sorption-induced deformation

	Fluid Diffusion and Transport 
	Pore network effects: multimodal porosity, accessibility

	Perspectives
	Towards better models
	Realistic models for gas adsorption and transport

	Biographies
	References

