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Abstract 

To decrease the light scattering caused by birefringence of the tetragonal phase of dental Yttria-

Stabilized Zirconia (YSZ), two main strategies are followed: 1) increasing Y2O3 content to have 

a larger amount of non-birefringent cubic phase or 2) decreasing grain size below 100 nm to 

reduce their scattering coefficient. Both strategies might affect mechanical properties and aging 

resistance. This study shows that increasing the stabilizer content enhances both translucency 

and aging resistance, at the expense of mechanical properties. Nanometric-sized YSZ show, 

instead, very interesting compromise. Nanometric-sized zirconia stabilized with 3 mol.% of 

Y2O3 possesses high strength and toughness (above 1600 MPa and 3.3 MPa m1/2), aging 

resistance and translucency, thanks to its fully-stabilized tetragonal nano-grains. Nanometric-

sized zirconia stabilized with 1.5 mol.% of Y2O3 has the best mechanical performances 

(strength above 1500 MPa and toughness of 4.8 MPa m1/2), still showing aging resistance and 

intermediate opacity. These results highlight the interest of moving towards Yttria-containing 

transformable tetragonal nano-ceramics for dental applications. 
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1. Introduction 

Polycrystalline Tetragonal Zirconia stabilized with 3 mol.% of Yttria (3Y-TZP) has become a 

reference among single-oxide ceramics in dentistry [1,2], due to its good biocompatibility, 

resistance to corrosion, excellent mechanical properties (above 1000 MPa in bending strength 

and fracture toughness between 4 and 6 MPa m1/2) [3] and good aesthetics thanks to its white 

color. However, in order for external restorations to meet the real-tooth appearance and because 

the translucency of conventional 3Y-TZP is still insufficient, veneering with a glass ceramic is 

often necessary. The main drawback of this bi- or multi-layered structure is its early failure due 

to chipping of the veneering porcelain [4]. To overcome this problem, monolithic ceramic 

restorations can be processed, which demand zirconia ceramics with higher translucency. The 

aim of new grades of Yttria-containing zirconia is, therefore, to improve translucency without 

unduly compromising its mechanical integrity and long term reliability [5]. 

3Y-TZP falls into the category of translucent ceramics, which means that light can pass through 

a thin slit of these materials but it will interact with its constituents so that the outcoming light 

is diffused, resulting in its whitish appearance. This is caused by the diffuse scattering of light 

on the microstructure and the defects present in the material. The main sources of this scattering 

in zirconia ceramics are due to differences in refractive index between [6]: 

− porosity (gas trapped inside the pore) and the matrix; 

− adjacent grains in birefringent crystalline structures (grains from the same tetragonal 

(t) or monoclinic (m) phase but with different crystallographic orientations); 

− second phases (grains with different crystallographic structure than the surrounding 

matrix or constituted by a different material) and the matrix. 

In order to increase translucency, it is necessary to reduce light scattering on one or more of 

these sources [7-10]. Aside from the reduction of porosity [11] and impurities, that are most 

often located at the grain boundaries (e.g. Al2O3 particles used as sintering aid in Y-TZP [12]), 

two other strategies help reducing scattering on grain boundaries [7,8]. The first method is to 

increase the content of zirconia crystallized under the cubic (c) phase by increasing the Yttria 

content above 3 mol. % [7,12,13]. The cubic symmetry is not birefringent, meaning that the 

refractive index is isotropic, which eliminates the scattering at the interface between cubic 

grains. However, YSZ materials are not fully cubic and are generally composed of both 

birefringent t and not-birefringent c phases, so that some scattering still happens between 

adjacent grains of different phases. The second method consists in decreasing the grain size 

(GS) of the tetragonal crystals below 100 nm to limit the scattering cross-section of the grains, 

as predicted by scattering models like Rayleigh-Gans-Debye [6,9,10] or Mie [9]. 

The two strategies mentioned above modify the microstructure (i.e. the GS), the stabilizer 

content and its distribution (i.e. the Yttria repartition among the constituent phases and into the 

grains). For zirconia ceramics this means strongly affecting mechanical properties (i.e. strength 

and toughness, as transformability of the tetragonal phase directly plays on stress-induced t-m 

phase transformation toughening mechanism) and its LTD resistance (i.e. influencing the 

metastability of tetragonal grains in steam) [13,14]. One could expect that the mechanical 

properties might be negatively affected due to the loss of transformation toughening, either 

because there is less metastable t phase when Yttria-content increases or because it becomes 

too stabilized by the reduced GS. Yet, the exact implications, challenges and benefits of playing 

with Yttria content and/or grain size on the compromise between mechanical properties, LTD 

and translucency still need clarification. 
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Few authors [12,17] have already reported that the increment of translucency in the so-called 

‘translucent zirconia’ (sometimes named ‘high-translucent’ or ‘ultra-translucent’) is related to 

a higher yttrium content (generally spanning from 4 to 6 mol.%) and, therefore, a higher cubic 

phase fraction. These grades have shown an improvement in optical properties and aging 

resistance, but always associated to a loss in toughness and strength because of the suppression 

of t-m phase transformation toughening mechanism. 

On the other hand, other authors have predicted the increment of transparency and translucency 

in tetragonal zirconia associated to the GS reduction below the 100 nm limit [6], [8,9,18]. 

However, there are only few experimental reports on the optical properties improvement of 3Y-

TZP with reduced GS, usually around 50 nm [8,19,20], because of the technical difficulty of 

achieving fully dense materials with such small grains. Unfortunately, these works did not 

report on the mechanical characterization of these samples, leaving open the question about the 

possibility of improving optical properties in nanograined Y-TZP ceramics without affecting 

strength, toughness and LTD resistance. Few other studies report about zirconia with Yttria 

content below 3 mol.% and nanometric GS as a high toughness material [21-23] but without 

considering the light scattering or the optical properties. Bravo-Leon et al. [21] showed that 

both for nano-1YSZ and nano-1.5YSZ the indentation toughness increases with increasing GS, 

up to a critical GS value. They hypothesize that the condition granting the highest toughness is 

a very precise stabilizer/grain size combination that places the ceramic very near the phase 

transformation boundary, i.e. just before spontaneous transformation to the monoclinic phase 

occurs. The authors reported an optimized zirconia doped with 1.5 mol.% of Yttria and a GS of 

110 nm (calculated with Scherrer equation from peak broadening on X-ray diffractograms) 

showing KIc values of 16 MPa m1/2 (measured by indentation toughness method). In another 

paper, Trunec et al. [22] reported an optimized zirconia doped with 1.5 mol.% of Yttria and a 

GS of 85 nm (2D linear intercept method without correction, corresponding to a 133 nm real 

GS) showing KIc values of 15.5 MPa m1/2 (measured by indentation toughness method) and 

7.9 MPa m1/2 (measured by chevron notched beam method). In these two papers, authors did 

not report about the optical properties of these tough materials nor their LTD behavior. 

Recently, one paper from Akhlaghi et al. [24] reported about the optical properties together 

with mechanical performances of fully-dense nanometric-sized YSZ doped with 1.5, 3, 6, 

8 mol.% of Yttria with GS inferior to 85 nm (2D linear intercept method without correction, 

corresponding to a 133 nm real GS. J. Chevalier, L. Gremillard and V. Garnier, personal 

communication about the measuring method, 16th November 2022). Nanometric YSZ doped 

with 1.5 and 3 mol.% of Yttria and GS of 75 nm (2D linear intercept method without correction, 

corresponding to a 117 nm real GS) showed extremely high strengths (up to 2.6 GPa and 2 GPa, 

respectively). RIT increased with increasing Yttria content. Unfortunately, authors did not 

report about the LTD behavior. Paul et al. [23] described for the first time the hydrothermal 

aging of nanometric zirconias doped with 1.5, 2, 3 mol.% of Yttria and GS between 90 and 

95 nm (2D linear intercept method with correction factor of 1.56). They reported no aging for 

nano-3YSZ after accelerated test in autoclave at 245 °C, 40 bar even after 14 days, while the 

nano-1.5YSZ completely transformed and disintegrated after just 30 min at the same 

conditions. They also reported a KIc of 5.1 MPa m1/2 (measured by indentation toughness 

method) for the nano-1.5YSZ. In all the above-mentioned papers, the nano-1.5YSZ show a 

higher indentation toughness than conventional 3Y-TZP, with increasing values as the GS 

decreases close to the 100 nm, the critical value proposed by Bravo-Leon et al. No further 

mechanical or optical characterization was carried on. 
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These studies separately point out the potential of nanometric zirconia in terms of translucency, 

toughness and LTD resistance, suggesting that a better compromise of the desired properties 

could be achieved in these materials. 

In this study, we compare the nanometric- to the submicrometric-sized YSZ with various Yttria 

content as strategy to increase mechanical, optical properties and LTD resistance, relating them 

to the different microstructural (GS) and compositional (phases and stabilizer content and 

distribution) features. To the best of our knowledge, no work has yet been published about the 

comparison of these two families of materials and no complete study encompassing mechanical, 

optical properties and LTD resistance of nanometric-sized YSZ zirconia has yet been reported. 

The objective of this study is to investigate the potential of nanometric-sized YSZ ceramics 

compared to submicrometric-sized YSZ in terms of compromise of physical and optical 

properties for possible new developments in the field of dental materials. The discussion 

concludes with a set of reflections summarizing the implications, issues and benefits of reducing 

the grain size while adapting the amount of stabilizer compared to the strategy of increasing the 

amount of cubic phases by increasing the Yttria content. 

2. Materials and methods 

2.1. YSZ ceramics 

In this study two different types of Yttria Stabilized Zirconia (YSZ) ceramics provided by 

Ivoclar were characterized: 

− Submicrometric-sized YSZ doped with 3, 4 and 5 mol.% of Yttria (referred to as 3Y, 

4Y and 5Y, respectively). Commercial powders from Tosoh (Japan) with particle size 

around 100 nm were employed (TZ-PX245, TZ-PX524, TZ-PX430 for 3Y, 4Y and 5Y, 

respectively). The starting powders contained 0.05 wt% of Al203. Samples were 

produced by slip-casting on a plaster mold and then sintered in an air furnace at 1500 °C 

for 2 h (heating rate of 10 °C/min up to 900 °C, 30 min dwell at 900 °C and then heating 

rate of 3 °C/min up to 1500 °C). A pre-sintering cycle was added to bar samples at 

900 °C for 2 h (heating rate of 1 °C/min). 

 

− Nanometric-sized YSZ doped with 1.5 and 3 mol.% of Yttria (referred to as n1.5Y and 

n3Y, respectively). Colloidal suspensions of nanozirconia in water (particles size of 10–

20 nm and containing 0.25 wt% and 0.7 wt% of Al203 for n3Y and n1.5Y, respectively) 

were transformed into formable gels via osmotic processing. The starting suspensions 

(50–60 wt% loading) were concentrated to form a gel in the following manner: 50–

200 g of suspension were placed in a semi-permeable tubular membrane (Spectra/Par 

dialysis membrane MWCO 6000–8000) and closed with clips. The loaded membrane 

was then immersed in a 10–20 wt% polyethylene glycol–water solution in a closed 

container placed on a shaking table (at 100 rpm for 12–24 h). A translucent and soft gel 

was obtained, with 70–80 wt% solid loading. The gels were shaped into discs or bars 

with CIP and let dry at 23 °C at constant relative humidity of 50% during 10 days. The 

green bodies were pre-sintered using a multi-segment heating cycle at temperatures 

between 300 °C and 400 °C (dwell time of 2 h). For each heating segment, the heating 

rate varied from 0.4 to 5.0 °C/h. Samples were then sintered in an air furnace at 1100 °C 

for 2 h (heating rate of 10 °C/min). 
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It is to note that samples were not manufactured out of commercial Ivoclar products. 

Submicrometric-sized YSZ were prepared with the uncolored base materials of their 

commercial products (e.g. IPS e.max ZirCAD) and compared to the uncolored nanometric-

sized YSZ, which are not yet commercialized. 

Samples were in the form of discs (12.5 ± 0.5 mm in diameter and 1.1 ± 0.1 mm thick) and bars 

(with a squared section of 3 × 3 mm2 and 22–23 mm long). One of the circular surfaces of discs 

and one of the rectangular surfaces of bars were ground and polished with diamond suspensions 

down to 1 µm. If no further preparation was done before analysis, the samples will be labelled 

in the ‘as-received’ state. 

2.2. Microstructure and phase composition 

The polished surface of the samples was imaged with a Scanning Electron Microscope (SEM-

Zeiss SUPRA VP55) equipped with Secondary Electrons (SE) detector. The surface of the 

nanometric-sized YSZ samples were further polished with a 6 keV Ar+ ion beam at a 6° off-

normal incidence (Gatan Ilion II) for 5 min. Additional surface treatments (thermal and 

chemical etching and coating of conductive layer) were avoided and the surfaces were imaged 

directly at low accelerating voltages (1–2 kV). This allowed imaging the top layer of grains on 

the surface without introducing artefacts and the contrast between grains with different 

crystallographic orientations was obtained thanks to electron channeling. The average GS and 

its distribution were calculated by the linear intercept method (the 2D linear intercept values 

measured on the micrographs were multiplied by a factor of 1.56 to get the average 3D GS, 

according to the ASTM E 112 standard [25]). Density of samples was calculated by 

Archimedes’ method with water as the buoyant medium. 

To determine the crystalline phases nature and to quantify their relative amount, the polished 

surface of samples was analyzed with X-ray Diffraction (XRD) using a Bragg-Brentano 

symmetric geometry. The analysis was performed on a diffractometer (Bruker, D8-Advance) 

using Cu Kα radiation (40 kV and 40 mA). Two sets of diffractograms were recorded: a 

complete diffractogram 20° < 2θ < 145° at a scan rate of 0.02 s/step and a step size of 0.019° 

for performing Rietveld refinement and a diffractogram focused on 27° < 2θ < 33° at a scan 

rate of 1.5 s/step and a step size of 0.03° for the determination of the volume fraction of the 

monoclinic phase (Vm) by using Garvie and Nickolson [26] (Eq. 6) and Toraya [27] equations 

(Eq. 7). The complete diffractograms were recorded on the ‘as received’ samples and on the 

same samples after an annealing thermal treatment in air (at 1100 °C for 20 min for the 

submicrometric-sized grains grades and at 1000 °C for 15 min for the nanometric-sized grains). 

The goal of this annealing step is to eliminate any residual stresses near the surface generated 

during polishing and to allow a more precise analysis of lattice parameters from the Rietveld 

refinement of more symmetric peaks. The crystallographic parameters and relative amount of 

zirconia phases were determined from the Rietveld refinement performed with the Topas 4.0 

software (Bruker, Germany). The average Yttria content inside each zirconia polymorph was 

evaluated thanks to an empirical equation relating the lattice parameters of the cubic and 

tetragonal phases to the Yttria molar content (expressed as mol. % of YO1.5). The equations 

[28,29] employed for the tetragonal phase are the following: 

𝑎𝑡 = 0.00377 𝑌𝑂1.5 + 5.0785 (Eq.1) 

And  𝑐𝑡 = −0.00290 𝑌𝑂1.5 + 5.1925 (Eq.2) 

And for the cubic phase:  𝑎𝑐 = 0.00173 𝑌𝑂1.5 + 5.1132 (Eq. 3) 
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2.3. Mechanical properties 

The biaxial strength was tested on disc samples (12.5 ± 0.5 mm in diameter and 1.1 ± 0.1 mm 

thick) with the piston on three balls method, according to the ISO 6872 standard for dental 

ceramics [30]. The polished surface of the disc was placed under biaxial tensile stress and the 

load versus displacement curve was recorded until disc failure on a universal testing machine 

(Model 8562, Instron, USA). At least 15 discs were tested for each grade. Discs breaking not 

in the center or with anomalous features in the load-displacement curves were not considered 

in the analysis. A Weibull statistic was applied to the results to model the strength distribution 

and determine the characteristic strength (σ0), the Weibull modulus (m) [31,32] and their 

confidence intervals [33]. 

The size of the critical defect (a circular defect of radius acritic right below the surface) was 

calculated from the measured values of mean strength and KIc as described in [34]. 

Toughness was measured on bars (with a squared section of 3 × 3 mm2 and 22–23 mm long) by 

the Single Edge V-Notch Beam (SEVNB) method, which is preferred to indentation-based 

toughness evaluation: a sharp notch was produced on the side of a test bar up to a total depth of 

750 ± 125 µm. It consists of a pre-notch (550 ± 75 µm deep) made with a diamond saw followed 

by a shallow sharp notch (200 ± 50 µm deep) produced by ultra-short pulsed femto-laser 

ablation (UPLA) [35]. An annealing thermal treatment, as the one done before XRD analysis, 

was performed before the mechanical test, so that the residual stresses and phase transformation 

eventually produced during notch manufacturing were released and did not affect the toughness 

measurement. The bar was then placed under tensile stress with a 4-point bending setup in 

displacement control mode (0.5 mm/min) and the load versus displacement curve was recorded 

until failure on a universal testing machine (Model 8562, Instron, USA). The toughness KIc was 

then calculated with the following equations [35]: 

𝐾𝐼𝑐 =
3𝐹(𝑆1−𝑆2)

2𝑏𝑤2 𝑌√𝑎 (Eq.4) 

Where 𝑌 =
1.1215√𝜋

𝛽
3

2⁄
 [

5

8
−

5

12
𝛼 +

1

8
𝛼2𝛽6 +

3

2
exp (−

6.1342𝛼

𝛽
) ] 

S1 and S2 are the outer and inner spans of the 4 point bending setup, b is the thickness, w the 

width, F the applied load, a the crack length, α = a/w and β = 1 − α. Three samples per grade 

were tested. 

XRD was performed on the fracture surface of the tested bars for the nanometric-sized YSZ, to 

investigate potential stress-induced transformation. The volume fraction of the monoclinic 

phase (Vm) at the fracture surface was calculated by using Garvie and Nickolson [26] and Toraya 

[27] equations. 

2.4. Low temperature degradation 

The LTD kinetics was followed during a series of accelerated aging tests in saturated water 

vapor in an autoclave at 134 °C and 2 bars, up to 200 h (this long accelerated aging time was 

applied in order to follow the kinetics of nanometric-sized zirconia until saturation). In order to 

follow the transformation kinetics, three samples per grade were placed in the autoclave and 

the progression of the transformation was followed by estimating the transformed volume 

fraction of monoclinic phase (Vm) by XRD at different time points. The amount of monoclinic 
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phase was calculated from the equation proposed by Toraya [27], an empirical relation that 

allows to calculate the volume fraction of monoclinic phase (Vm) as a function of the intensity 

ratio (Xm), as follows: 

𝑉𝑚 =
1.311𝑋𝑚

1+0.311𝑋𝑚
 (Eq. 6) 

The intensity ratio is calculated as 𝑋𝑚 =
[𝐼𝑚(−111)+𝐼𝑚(111)]

[𝐼𝑚(−111)+𝐼𝑚(111)]+𝐼𝑡(111)
 (Eq. 7), where I is the area 

of the peak on the normalized diffractogram of the tetragonal (suffix t) and monoclinic (suffix 

m) phases, according to Garvie and Nicholson equation [26]. 

The biaxial strength was measured on samples aged 10 h in autoclave, which for 3Y-TZP 

roughly corresponds to 20–40 years in vivo conditions [36,37], in order to ensure that 

mechanical properties are maintained. The results were treated statistically with one-way 

analysis of variance (ANOVA) with a significance level α = 0.05, in order to investigate 

statistical differences in the mean values between ‘as received’ and artificially aged materials. 

2.5. Optical properties 

The optical properties of the different materials were measured in a UV–vis spectrophotometer 

(Jasco Y-670, France), equipped with an integrating sphere with 60 mm diameter. The Real In-

line Transmittance (RIT), the Total Forward Transmittance (Ttot) and the Total Reflectivity (Rtot) 

were recorded as a function of wavelength in the visible range (from 350 nm to 800 nm). The 

tested samples were discs employed for mechanical testing, their thickness was reduced by 

grinding to 1 ± 0.02 mm and both surfaces were polished with diamond suspension down to 

1 µm. 

The Contrast Ratio (CR) and Opalescence (OP) were calculated from the CIELAB parameters 

with the following equations, according to the DIN EN ISO 11664 [38] and BS 5612 [39] 

standards: 

𝐶𝑅 =
𝑌𝑏

𝑌𝑤
  (Eq. 8) 

And  

𝑂𝑃 =  ((𝑎𝑇
∗ − 𝑎𝑅

∗ )2 + (𝑏𝑇
∗ − 𝑏𝑅

∗ )2)
1

2⁄  (Eq. 9) 

where Yb is the luminance measured from the reflectance spectrum of the sample on a black 

background, Yw is the luminance measured from the reflectance spectrum of the sample on a 

white background, and a* and b* are the color coordinates in the CIELAB system, measured 

from reflectance (suffix R) and transmittance (suffix T) spectra. The CR gives an indication of 

the opacity/translucency, it ranges from 0 (total translucency) to 1 (total opacity). 

 

 



Ultrafine zirconia, Roitero et al., J. Eur. Ceram. Soc. 2023  8 

 

3. Results 

SEM images of the microstructures of the different grades of zirconia are presented in Fig. 1 

along with their GS distributions. 

 

Figure 1 : SEM images of different zirconia grades and related GS distributions. Some nanoporosity (small black spots on 

the micrographs) can be observed on the surfaces of the nanometric-sized grades, especially in n1.5Y. 

The mean value and standard deviation of the GS distributions as well as the final density are 

summarized in Table 1. The microstructure is homogeneous on all the surfaces observed and 

for all the grades. The GS of 3Y corresponds to a standard 3YTZP. In the sub-micrometric 

grades, the GS increases with Y content and the distributions are likely bimodal or even 

multimodal, becoming larger as Y content increases. Both nanometric-sized zirconias have a 

much smaller GS and a very narrow monomodal GS distribution. 
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Table 1:  Grain Size and density of the zirconia grades of this study (* note that the grain size reported is the real grain size, 

i.e. the 2D linear intercept multiplied by a 1.56 factor). 

Sample GS* ± SD [nm] Density [g·cm-3] 

3Y 596 ± 223 6.09 ± 0.00 

4Y 810 ± 368 6.04 ± 0.00 

5Y 1480 ± 710 6.06 ± 0.01 

n1.5Y 125 ± 47 6.06 ± 0.02 

n3Y 111 ± 44 6.03 ± 0.02 

No second phase, in terms of isolated alumina grain inclusions, was observed with SEM for all 

grades. Since the reported solubility of alumina in zirconia is extremely limited [40], and since 

no distinct alumina grains were observed in the microstructures of all grades of material 

investigated in this work, it is reasonable to suppose that aluminum cations are distributed at 

the grain boundaries, as suggested in prior works [41,42]. 

 

Figure 2 : X-ray diffractograms of different zirconia grades after thermal annealing treatment. (A) complete diffractograms 

and (B) selected zone for submicrometric-sized ceramics, where t and c peaks are clearly visible (peaks belonging to the 

distorted cubic phase are marked with gray arrows). Nanometric-sized zirconias do not display such separated t and c 

reflections since the amount of c phase is almost negligible. 

The X-ray diffractograms after the annealing thermal treatment of the 5 grades are reported in 

Fig. 2. As expected and commonly reported in the literature, the three submicrometric-sized 

grades present both the tetragonal and the cubic phases’ diffraction peaks [2], with the cubic 

reflections becoming more intense with increasing Yttria content. However, it is interesting to 

observe that the so-called cubic phase shows doublets instead of the single peaks corresponding 

to the reflections of a perfectly cubic structure [14]. For instance, this can be observed in the 

range of 59° < 2θ < 60° (see Fig. 2B), where the cubic and tetragonal reflections do not overlap 

and it is more evident in the 5Y and 4Y grades because of the larger amount of cubic phase and 

their more intense reflections. Those reflections can be attributed, instead, to a slightly distorted 

cubic lattice, closer to the tetragonal symmetry. This structure has been previously reported in 

the literature as ‘pseudo cubic’ or ‘distorted cubic’ phase or even ‘tetragonal prime‘ (t′) 

[15,43,44]. In this paper, we will refer to this phase as ‘distorted cubic’ since it has a lower 

tetragonality (e.g. c/a = 1.007 versus c/a = 1.016 for the tetragonal phase in 3Y, as summarized 

in Table 2) and it is richer in Yttria (e.g. 5.95 mol.% versus 2.57 mol.% for the tetragonal phase 

in 3Y, as summarized in Table 2). Therefore, the ‘distorted cubic’ phase is less prone to 
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transformation into monoclinic phase, being closer to a cubic phase than the ‘normal’ tetragonal 

phase both in terms of tetragonality and higher stabilizer content. The ‘distorted cubic’ phase 

is the result of a diffusion-less transformation of the c phase (stable at the sintering temperature) 

during ‘fast’ cooling: if the diffusion of Y3+ is not fast enough to increase the stabilizer content 

to c phase equilibrium concentration at lower temperatures, the cubic phase transforms to the 

‘distorted cubic’, or t′, instead [43]. For the nanometric-sized grades, the main constituent of 

the samples after the annealing treatment is the tetragonal phase (i.e. 99.7 wt% in n1.5Y and 

97.5 wt% in n3Y, as shown in Table 2), as already observed for this combination of stabilizer 

content/grain size [21,22]. Nevertheless, other peaks could almost completely overlap with 

those of the tetragonal phase, making it very difficult to establish whether this second phase is 

a cubic or a distorted cubic since both phases provided a good fit in the Rietveld refinement. 

For simplicity, we employed a cubic phase as the second constituent for the Rietveld refinement 

calculations performed on n1.5Y and n3Y samples. 

 

Table 2 : Phase composition and crystallographic parameters of the zirconia grades (results from the Rietveld analysis). 

    distorted cubic tetragonal 

grade 
Y2O3 

(mol%) 
c phase 
(wt. %) 

t phase 
(wt. %) 

ac (Å) cc (Å) cc/ac 
Y2O3c 

(mol %) 
at 

(Å) 
ct 

(Å) 
ct/at 

Y2O3t 

(mol %) 

3Y 3 18.8 81.2 5.123 5.158 1.007 5.9 5.098 5.178 1.016 2.6 

4Y 4 39.7 60.3 5.125 5.157 1.006 6.1 5.099 5.177 1.015 2.7 

5Y 5 74.8 25.2 5.127 5.155 1.005 6.4 5.101 5.175 1.015 3.0 

    cubic tetragonal 

grade Y2O3 

(mol%) 
c phase 
(wt. %) 

t phase 
(wt. %) 

ac (Å) Y2O3c 

(mol %) 
at 

(Å) 
ct 

(Å) 
ct/at 

Y2O3t 

(mol %) 

n1.5Y 1.5 0.3 99.7 1.535 6.4 5.091 5.183 1.018 1.7 

n3Y 3 2.5 97.5 5.136 6.7 5.102 5.174 1.014 3.1 

The amount and crystallographic characteristics of each phase, estimated from the Rietveld 

analyses, are summarized in Table 2. In the sub-micrometric grades, the amount of distorted 

cubic phase increases with the Yttria content, as predicted by the Zirconia-Yttria phase diagram 

[28], [45]. The tetragonality of the distorted cubic lattice is much lower than the tetragonal 

phase in all the grades, confirming that this structure is closer to a cubic symmetry than to a 

tetragonal one. The amount of Yttria in the tetragonal and distorted cubic phases is slightly 

different among grades and it is higher, in both phases, in the 5Y than in the 3Y and 4Y. 

Furthermore, the Yttria content in the tetragonal phase of 3Y and 4Y is lower than 3 mol.% 

(2.6 mol.% and 2.7 mol.%, respectively), below the commonly recognized stabilization limit of 

the tetragonal phase, because of phase partitioning [43] and its segregation inside the distorted 

cubic phase. On the other hand, the tetragonal phase in n1.5Y and n3Y contains the nominal 

1.5 mol.% and 3 mol.% respectively, as suggested by the Rietveld analysis. 

The biaxial strength distributions of the as-received samples and the samples after an 

accelerated autoclave-aging treatment of 10 h are presented in Fig. 3 and the associated 

mechanical properties are summarized in Table 3. 
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Figure 3 :  Weibull plot of the biaxial 

strength of the different zirconia 

grades for the (filled symbols) as-

received samples and (hollow 

symbols) 10 h autoclave-aged samples. 

 

 
 

Table 3. Summary of the mechanical properties of the different zirconia grades. Mean biaxial strength (σmean), characteristic 

strength (σ0), Weibull modulus (m) for the as-received and 10 h autoclave-aged samples, and the monoclinic volume fractions 

(Vm) after 10 h of accelerated aging in autoclave, toughness (KIc) measured by SEVNB method on the as-received samples 

and critical defect size (acritic). 

Sample σmean σmean 

aged 

10 h 

σ0 [CI 

95%] 

σ0 aged 

10 h 

[CI 95%] 

m [CI 

95%] 

m aged 

10 h [CI 

95%] 

Vm 

aged 

10 h 

KIc by 

SEVNB 

acritic 

 
[MPa] [MPa] [MPa] [MPa] [-] [-] [%] [MPa 

m1/2] 

[μm] 

3Y 1334 1198 1424 

[1266–

1576] 

1278 

[1136–

1414] 

7.7 

[4.5–

12,3] 

7.1 [4.2 – 

11.4] 

49 3.8 ± 0.1 4.4 

4Y 1079 1096 1167 

[1076–

1257] 

1184 

[1091–

1274] 

5.6 

[3.8–

7.8] 

6.0 [4.1 – 

8.4] 

18 3.1 ± 0.1 4.0 

5Y 759 772 816 [752–

878] 

836 [771–

900] 

6.5 

[4.4–

9.1] 

5.3 [3.6 – 

7.4] 

0 2.2 ± 0.1 3.5 

n1.5Y 1438 1532 1545 

[1375–

1711] 

1561 

[1389–

1728] 

6.5 

[3.8–

10.4] 

4.7 [2.7 – 

7.5] 

9 4.8 ± 0.4 4.4 

n3Y 1473 1536 1649 

[1466–

1825] 

1606 

[1428 – 

1778] 

6.6 

[3.8–

10.4] 

5.3 [3.1 – 

8.5] 

0 3.3 ± 0.3 1.8 

For the submicrometric zirconias, both the mean value of the biaxial strength distribution and 

the characteristic strength of the associated Weibull distribution decrease with increasing Yttria 

content. The nanometric grades show very high values of strength, reaching around 1500 MPa. 

The Weibull modulus and its confidence intervals are similar for all the grades. 

The effect of the accelerated aging treatment on the mechanical properties is not significant for 

4Y, 5Y, n3Y and n1.5Y grades, as it can be observed from the almost overlapping strength 

distributions of the as-received samples and the aged ones, in Fig. 3, and as confirmed with an 

ANOVA test. For the 3Y grade, the strength distribution of the aged samples is slightly shifted 
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towards lower values. However, the ANOVA test pointed out that at α = 0.05 the difference in 

strength between the two distributions is not yet significant (p = 0.071). Monoclinic phase was 

detected with XRD on the surface of the 10 h aged 3Y (Vm = 49 ± 5%, see Table 3). The 

transformation front and associated microstructural damages may just have reached enough 

depth so that they start to interfere with existing defects close to the surface or that they become 

a critical defect themselves, slightly reducing the strength. It is important to point out that, for 

the 3Y grade, 10 h at these accelerated test conditions (saturated water vapor at 134 °C and 

2 bars) are equivalent to around 20–40 years at ‘in vivo’ conditions [37], therefore, this is still 

a very reasonable duration before any sign of strength degradation appears. 

The fracture toughness measured with the SEVNB method for each grade is reported in Table 

3. KIc increases with decreasing Yttria content, for submicrometric grades. By calculating the 

size of the critical defect (a circular defect of radius acritic right below the surface [34]) from the 

measured values of mean strength and KIc (see Table 3) we observe that they are very similar 

for the three grades, corroborating the fact that the difference in strength between the 

submicrometric grades comes from the difference in their toughness and not from their defect 

populations, i.e. processing. Nanometric grades show interestingly high values of toughness: 

n3Y has a slightly lower KIc than 3Y, while n1.5Y has by far the highest value of the tested 

materials. These results are in agreement with those previously reported for a similar material 

in Ref. [22]. 

The optical images of the fracture surfaces of the tested bars of the nanometric-sized samples 

are shown in Fig. 4A and B for n3Y and n1.5Y, respectively. At this magnification, the fracture 

surface of n3Y is almost flat without asperities (and consistent to what is observed for 

conventional grade, i.e. submicrometric-sized YSZ), while the fracture surface of n1.5Y is 

peculiar, with rough and clear river marks. In Fig. 4C, the diffractograms show that on the 

surface of n1.5Y, monoclinic phase is detected (peaks marked with asterisks) associated to 

stress-induced transformation, while on n3Y’s only t phase peaks are observed. 

 

Figure 4 : Fracture surfaces 

of the nanometric-sized 

grades’ bars tested with 

SEVNB method, (A) n3Y and 

(B) n1.5Y, respectively. In 

(C), the diffractograms 

recorded on these fracture 

surfaces, showing the 

presence of m-phase peaks 

(marked with asterisks) on the 

surface of n1.5Y. 
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The LTD kinetics (in autoclave at 134 °C and 2 bars) are presented in Fig. 5 up to 200 h of 

accelerated test. All the grades have no trace of monoclinic phase (Vm 0 = 0%) before starting 

aging tests except for n1.5Y (Vm,0 ≈ 3.5%). During accelerated tests, on the surface of n1.5Y, 

n3Y, 3Y and 4Y it was possible to detect some monoclinic phase whose content increased over 

test duration, showing that these grades all undergo LTD. However, the final amount of 

monoclinic phase reached at the saturation plateau is much higher for the submicrometric than 

the nanometric grained ceramics. On the other hand, it was not possible to detect any 

monoclinic phase on the surface of the 5Y after 200 h of accelerated aging, confirming that this 

grade does not undergo spontaneous t-m transformation even after these very long treatments. 

3Y and 4Y grades start showing traces of monoclinic phase since the first steps of the 

accelerated tests, so that the t-m transformation in these grades starts immediately at these 

conditions. Both grades reach surface saturation detectable by XRD (Vm max ≈ 75% for 3Y and 

Vm max ≈ 48% for 4Y) around the same time (50 h of accelerated test). On the surface of n1.5Y 

the amount of monoclinic phase starts to increase since the beginning of the accelerated tests 

too, while for the n3Y there is an incubation period (up to 30 h of accelerated test) before any 

phase transformation could be detected. n3Y reaches a plateau (Vm max ≈ 3.5%) almost 

immediately after the detection of the transformation. In the n1.5Y the amount of monoclinic 

phase does not seem to reach a plateau but, instead, it increases very slowly in a stepwise 

manner up to a maximum (low value) of Vm,max ≈ 10% after 200 h of accelerated aging test. 

 
Figure 5 : (A) LTD kinetics of the different zirconia grades and (B) a magnification of the kinetics of the nanometric-sized 

grains for the accelerated test in autoclave at 134 °C and 2 bars. 

The optical properties are summarized in Fig. 6, where the RIT (Real In-line Transmission, i.e. 

transparency) and the Ttot (the total transmission, consisting of the in-line transmission together 

with diffuse transmission, i.e. translucency) are plotted against the wavelength, for the entire 

visible spectrum. The CR and OP of the different grades are summarized in Table 4. Among 

the submicrometric grades, 3Y and 4Y have very similar translucency while 5Y has higher RIT, 

especially in the yellow-red portion of the spectrum, contributing to a slightly higher Ttot. The 

CR of the three grades decreases as the stabilizer content increases, while their OP is not 

significantly different except for 5Y, which is higher thanks to its better transparency in the red 

range of the spectrum. The nanometric grades have different optical properties from the 

submicrometric grades: they are both more transparent at longer wavelengths than at shorter 

wavelengths, i.e. they have a more pronounced slope in the RIT and Ttot curves, resulting in 

higher opalescence. n3Y has the highest RIT among all grades, especially in the yellow-red 

portion of the spectrum (reaching a transparency of almost 35% at 800 nm). However, its Ttot is 

higher than micrometric grades’ only for longer wavelengths, so that the overall translucency 
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does not vary significantly, as it can be seen from the similar values of CR (see Table 4). n1.5Y 

has a transparency close to that of 5Y, however, its Ttot is lower than all the other grades and its 

CR is the highest (the opaquest material). 

 

Sample CR OP 

3Y 0.55 6.20 

4Y 0.51 6.70 

5Y 0.46 7.58 

n1.5Y 0.63 11.20 

n3Y 0.51 12.40 

Table 4. Summary of the optical properties. Contrast ratio (CR) and 

Opalescence (OP). 

 

 

 
Figure 6 : Optical properties of the different zirconia grades. (A) Real In-line Transmission as a function of wavelength, (B) 

Total Forward Transmission as a function of wavelength and (C) optical images of 1 mm thick samples. 

 

4. Discussion 

4.1. Effect of Yttria content on the transformability and LTD of the tetragonal phase 

The variation of all the properties described so far for the submicrometric grades is ruled by 

their phase composition, their grain size and the amount of stabilizer in each phase, which can 

lead to a more or less transformable tetragonal phase [43]. It is well known [45,46] that both 

toughness, strength, but also LTD, are directly correlated to the ability of the tetragonal phase 

to transform into monoclinic, upon the application of a local stress and the diffusion of water-

derived species in the crystalline network of YSZ mediated by the presence of oxygen 

vacancies, respectively. In general, the lower the toughness (i.e. the lower the transformability 

of the metastable t phase) the better the LTD resistance. This is the case for 5Y, which does not 

show any sign of phase transformation even after 200 h of accelerated test in autoclave at 134 °C 

(see Fig. 5) and has the lowest toughness and mean strength among studied grades 

(2.2 MPa m1/2 and 760 MPa respectively). The 4Y grade, that is generally considered as less 

transformable than 3Y compositions because of its higher Yttria content, exhibits a similar 

propensity to LTD. Normalizing the aging kinetics curves by the maximum transformed volume 

fraction reached at the plateau (Vm,max) in each sample (monoclinic volume fraction, fm= 

Vm/Vm,max), it is possible to observe that the curves of 3Y and 4Y are extremely close (see Fig. 
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7). Degradation starts immediately after exposure to hydrothermal conditions. Their rates of 

transformation are very similar and the main difference between the two materials is the 

maximum monoclinic volume fraction reached at the transformation plateau. This is because, 

in 4Y, the tetragonal phase does not contain enough stabilizer (2.7 mol.% of Y2O3 according to 

Rietveld analysis, see Table 2) to be non-transformable. Its composition is, instead, very similar 

to that of the tetragonal phase in 3Y (2.6 mol.% of Y2O3 according to Rietveld analysis, see 

Table 2) and this is the reason for their very similar normalized LTD kinetics. It is interesting 

to notice that also the 5Y grade contains some tetragonal phase (≈ 25 wt%) but with a higher 

Yttria content (3.0 mol.%), which is enough to fully stabilize the phase, as confirmed by the 

lack of phase transformation during accelerated aging tests. It is, therefore, the amount of 

stabilizer in the tetragonal phase that defines its transformability and not the total nominal 

stabilizer content. 

 

Figure 7 : Normalized LTD kinetics 

curves for the submicrometric grades. 

 

The reason of the non-homogeneous distribution of Yttrium can be attributed to phase 

partitioning in the c-t region during the dwell time at 1500 °C, followed by a fast cooling that 

do not allow Y3+ redistribution according to thermodynamic equilibrium of the phase diagram 

[45]. The cubic (or distorted-cubic or non-transformable tetragonal) phase is richer in Yttria 

and it can deplete the stabilizer content of the neighboring tetragonal grains at these sintering 

conditions [43]. Another reason could be a non-homogeneous content and/or distribution of 

stabilizer inside the starting powder particles [47]. If the stabilizer content is homogeneously 

distributed in the starting powder, then phase partitioning should be the main reason for Yttria 

redistribution among phases and the sintering thermal cycle (temperature and dwell time) 

determines the local stabilizer content and the transformability of the tetragonal phase. 

Therefore, it is important to remember that for the submicrometric grades the nominal content 

of Yttria exceeding the stabilization limit may not be sufficient to ensure LTD resistance and 

that the sintering cycle characteristics can affect the tetragonal phase stability. 

The maximum monoclinic volume fraction reached at the plateau for 3Y and 4Y is Vm,max ≈ 75% 

and Vm,max ≈ 48%, respectively. The weight fraction of the t phase calculated with the Rietveld 

analysis is 81.2% in 3Y and 60.3% in 4Y, corresponding to a volume fraction of 81.1% and 

60.1%, respectively. For 3Y, these values agree well, suggesting that nearly the entire tetragonal 

transformable phase available has undergone phase transformation under aging conditions. For 

4Y, the majority of t phase has transformed under aging conditions but, even though a plateau 

has been reached, a fraction of it did not transform. This may be because a small fraction of the 
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t phase still have enough Y2O3 to be fully stable, since the Y2O3 content estimated with the 

Rietveld refinement (2.7 mol.%) is the average of higher and lower values of stabilizer insider 

different tetragonal grains. 

For submicrometric grades, the presence of (distorted) cubic phase due to the sintering cycle in 

the c-t biphasic region is the responsible of Yttria depletion inside the neighboring tetragonal 

grains and their ability to transform. On the other hand, since nanometric grades are practically 

monophasic and fully tetragonal since they are sintered at lower temperature, these grades 

should be less prone to phase partitioning. 

4.2. Effect of the grain size and the balance between grain size and Yttria content on the 

mechanical and optical properties of YSZ ceramics stabilized with 3 mol.% of Yttria 

It is interesting to compare the performances of n3Y and 3Y: these two grades have the same 

nominal Yttria content but n3Y shows a much finer microstructure (GS ≈ 110 nm versus ≈ 

600 nm, respectively) and different phases arrangement and composition (due to phase 

partitioning for the conventional 3Y and not for the n3Y), resulting in a very different properties 

combination. n3Y has a significantly higher mean flexural strength (1473 MPa and 1334 MPa 

for n3Y and 3Y, respectively and according to an ANOVA test at α = 0.05 with p = 0.038), 

better LTD resistance (almost no transformation before 30 h of accelerated test at 134 °C) and 

a much higher transparency (RIT at 800 nm of ≈30% and ≈0.2% for n3Y and 3Y, respectively). 

Only the toughness is slightly lower in n3Y than in conventional 3Y (3.3 ± 0.3 MPa m1/2 and 

3.8 ± 0.1 MPa m1/2, for n3Y and 3Y respectively). One of the reasons of the reduction of 

toughness could be the absence of the transformation toughening mechanisms in n3Y because 

of the full stabilization of the tetragonal phase. The hypothesis of non-transformability of the 

nanometric tetragonal grains in n3Y is corroborated by the almost negligible amount of 

monoclinic phase detected after accelerated aging tests, that could involve only few grains not 

fully stabilized. Moreover, tetragonal grains in n3Y are richer in Yttria and have a smaller 

tetragonality (1.014 versus 1.016 in 3Y). This alone could explain the non-transformability of 

the tetragonal phase. However, it is well known [45,48-50] that also the GS is a factor affecting 

the stabilization of the tetragonal phase and that there exist a critical GS below which t-m 

transformation is suppressed. Garvie [49] claimed first that for nanometric powders of pure 

zirconia this critical crystallite size exists because of the dominant role of surface energy in 

nanometer-sized particles (balance between chemical and surface energy [45,49,51,52]). The 

exact value of this critical size is not unique since it depends on the temperature, the dopant 

type and concentration, the type of synthesis of particles and their surface chemistry, the 

presence of applied or internal stresses and/or strain (further explanations can be found in Refs. 

[45,48]). Typically, critical crystallite size for pure zirconia powders in the range 20–30 nm 

have been reported [49,52,53]. The existence of critical crystallite size for powders evidences 

the role of surface energy in the stabilization of zirconia phases. In the case of polycrystalline 

materials, were the crystallites are surrounded by other grains, this critical crystallite size would 

not depend on solid-gas surface energy anymore, but on grain boundaries energy, instead. For 

materials with the same nominal Y concentration as n3Y and 3Y, the larger grain boundary 

specific surface of ultrafine n3Y than 3Y’s is the main reason for the complete stabilization of 

the t phase. 

Finally, also the presence of a higher amount of Al2O3 in n3Y (0.05 wt% in 3Y and 0.25 wt% 

and n3Y) may have an impact on the LTD kinetics since Al2O3 is known to improve the 

resistance to LTD of YSZ [42,54,55]. However, since Al3+ (or 𝐴𝑙𝑍𝑟
′ if we employ Kröger-Vink 

notation) tend to segregate at grain boundaries [42,56] both in submicrometric- and nanometric-
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sized zirconia [41], and no secondary phase particles were observed in the microstructures, it is 

reasonable to suppose that all the cations will be distributed along grain boundaries in both 

materials. The dopant concentration at the grain-boundary do not correspond to the nominal 

dopant content: it will, instead, depend on the grain boundary density (Sv), i.e. the amount of 

grain boundary surface per unit volume. Sv is, in turn, inversely proportional to the GS (Sv can 

be calculated as a function of the 2D mean lineal intercept, 𝑙 ̅ =  
𝐺𝑆

1.56
, as 𝑆𝑣 =

2

𝑙̅
 [25]). The grain 

boundary density in the nanometric-sized ceramic is 5 times higher than in the submicrometric-

size, as is the nominal amount of Al2O3. Therefore, under the hypothesis that 𝐴𝑙𝑍𝑟
′ segregates at 

grain boundaries in both materials, the concentration of cations at the grain boundary should be 

virtually the same for n3Y and 3Y. It seems, therefore, reasonable to imagine that the effect of 

alumina additions may be very similar in both materials. 

The increment of RIT in n3Y, observed especially at longer wavelengths (see Fig. 6), is in 

agreement with previous observations by Klimke et al. [9] and can be explained with Mie 

scattering model by the reduced scattering on grain boundaries thanks to the smaller scattering 

cross-section of the nano-grains. It is important, also, to point out that the tetragonality of n3Y 

is smaller than 3Y, so that its birefringence should also be smaller, further contributing to the 

increment in transparency. This results in both a higher translucency and opalescence, that bring 

n3Y’s optical properties closer to that of natural enamel [13]. 

4.3. Effect of the balance between grain size and Yttria content on the mechanical 

properties and LTD resistance of n1.5YSZ 

Comparison of the n3Y with the n1.5Y helps shedding more light on the transformability, or 

not, of the nano-grains. The n1.5Y ceramic shows the best combination of strength and 

toughness among the tested samples, together with a very good LTD resistance (less than 10% 

of monoclinic volume fraction after 200 h at 134 °C). This is in contrast with common behavior 

of Yttria-stabilized zirconia ceramics, which are limited by the trade-off between toughness and 

aging resistance. To understand the origin of this interesting behavior, the criteria of 

transformability of the nanometric tetragonal grains doped with 1.5 mol.% of Yttria must be 

further understood. As it can be observed in Fig. 4A and 4B, the fracture surface of the n1.5Y 

looks completely different than the n3Y’s, being rougher and presenting clear river marks 

converging towards the fracture origin at the laser notch. The specific fracture surface area of 

the n1.5Y is much larger than n3Y’s and it has a higher amount of monoclinic phase on it, 

detectable with XRD as indicated in the diffractogram in Fig. 4C. These observations, together 

with the high value of toughness, suggest that n1.5Y undergoes phase transformation upon 

stress application. This means that the tetragonal phase of n1.5Y is highly transformable upon 

stress application, as one could expect from the low amount of stabilizer (1.7 mol.% from 

Rietveld analysis) and its high tetragonality 1.018. This particular combination of GS and 

stabilizer content is considered to be right below the phase transformation boundary mentioned 

by Bravo-Leon [21], that should grant the highest stress-induced transformability. It is 

surprising, though, to observe that the highly transformable tetragonal phase is not susceptible 

to a more severe LTD. The explanation for the retardation of the aging rate of YSZ ceramics 

could be found in the defect structure of zirconia grain boundary and the influence of both the 

reduced GS and the dopant concentration on the Oxygen vacancies (𝑉𝑂
∙∙, if we employ Kröger-

Vink notation) distribution at grain boundaries [41,42]. A grain-boundary defect structure 

model proposed by Guo for YSZ [57] consists of depletion and solute enrichment (i.e. 

substitutional Y3+ and Al3+, or 𝑌𝑍𝑟
′  and 𝑌𝐴𝑙

′  if we employ Kröger-Vink notation, in YSZ) in the 

space-charge layers around the grain boundary core. Nanometric-sized materials have a much 

higher grain boundary density so that solute segregation at grain boundaries becomes more 
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important. In YSZ with GS around 100 nm this is accompanied by further 𝑉𝑂
∙∙depletion in the 

space-charge layers [58]. The lower amount of vacant sites available for the diffusion of water-

derived species, that should be filled to trigger the transformation at the grain boundaries, may 

slow down the kinetics of the transformation in humid environments [57,59,60]. 

On the other hand, the presence of a higher amount of Al2O3 in n1.5Y than n3Y (0.7 wt% and 

0.25 wt%, respectively) may have an impact on the LTD kinetics since Al2O3 is known to 

improve the resistance to LTD of YSZ [42,54,55]. These two grades have similar GS (125 nm 

for n1.5Y and 111 nm for n3Y), so that their grain boundary density Sv is also comparable. 

Under the hypothesis that 𝐴𝑙𝑍𝑟
′ segregates at grain boundaries in both materials, its concentration 

at grain boundaries should be higher in n1.5Y than in n3Y (3 times higher, according to the 

nominal amount of Al2O3) and that can further contribute to the LTD retardation in n1.5Y since 

it has been proven that only 𝐴𝑙𝑍𝑟
′ segregated at the grain boundary has a retarding effect on the 

LTD of YSZ [54]. 

n1.5Y is the grade with the highest opacity (see Fig. 6 and Table 4) in spite of the presence of 

nanograins with a GS comparable to the more translucent n3Y. This can be explained by the 

more important scattering because of the higher tetragonality associated to a larger 

birefringence and, also, by the presence of nanoporosity, which was by far the highest among 

the studied grades, as it can be seen in the micrographs in Fig. 1. This nanoporosity is a source 

of backscattering [11]: if it is further reduced, the opacity of this grade could be decreased, 

making it a very interesting candidate with all the desired properties for aesthetic dental 

applications. 

4.4. Nanometric zirconia: a better place in the trade-off between mechanical, optical and 

LTD resistance properties? 

In Fig. 8 the properties of all grades characterized in this study are summarized to simplify their 

comparison in terms of compromise between the mechanical, optical and LTD resistance 

properties. As depicted in the graph in Fig. 8A, the grades with higher toughness are also those 

with higher strength: nanometric YSZ and 3Y are the grades that exhibit the best mechanical 

performances, with n1.5Y showing an exceptionally high combination of these properties 

(1438 MPa and 4.8 MPa m1/2). In particular, the best mechanical performances belong to the 

ceramics that are mainly composed of transformable t phase, which is responsible of the 

activation of phase-transformation toughening mechanisms, as n1.5Y and 3Y. A direct 

comparison of the mechanical performances of the materials studied here with the literature is 

difficult. Only one paper [24] reports biaxial strength measurements of nanometric-sized YSZ 

doped with 1.5 and 3 mol.% of Yttria with similar GS (2.6 GPa and 2 GPa, respectively). 

Besides, toughness was never measured by SEVNB in the small corpus of articles dealing with 

nanometric sized YSZ. However, a similar trend as the one found in the literature was found 

here, with increasing toughness when decreasing the yttria content at comparable grain size (as 

in the case of n1.5Y and n3Y) and when increasing the grain size at comparable dopant content 

(as in the case of 3Y and n3Y). 



Ultrafine zirconia, Roitero et al., J. Eur. Ceram. Soc. 2023  19 

 

 
Figure 8 : Summary of the mechanical, optical and LTD resistance properties of the zirconia grades. In (A) the compromise 

between strength and toughness, in (B) the compromise between strength and LTD resistance and in (C) the compromise 

between strength and optical properties. 

 

The balance between mechanical properties and aging resistance can be deduced from Fig. 8B: 

submicrometric YSZ are more resistant to aging as the stabilizer content is increased at the 

expense of strength and toughness. On the other hand, nanometric grades show the best 

compromise between these two properties and are the only ones having both high strength and 

very small LTD. In n1.5Y this is possible thanks to the highly transformable t phase of the 

nanograins, that are, however, resistant to t-m transformation in humid environment due to the 

lower amount of oxygen vacancies in the space-charge layer of nanograins and the presence of 

Al2O3. The extremely high LTD resistance in n3Y is granted by the fully stabilized t phase of 

the nanograins. 

Finally, the balance between opacity and mechanical properties is shown in Fig. 8C: for 

submicrometric grades the CR (i.e. opacity) is reduced as the less birefringent distorted cubic 

fraction is increased by adding more stabilizer, at the expense of mechanical properties. Again, 

n3Y shows the best compromise (reduced opacity because of the less sensitivity of the 

nanograins to birefringence) while n1.5Y shows the highest opacity of all the grades tested, 

even though only slightly worse than 3Y, because of its high tetragonality and birefringence 

and the presence of residual nanoporosity. The effect of Al2O3 content on optical properties has 

not been taken into account in this study since no precipitated particles were observed in all 

grades, so that scattering on secondary phases could be ruled out. 

Thus, the best trade-off between mechanical, optical and LTD resistance properties turns toward 

nanometric ceramics because they combine the advantage of nanograins’ lower sensitivity to 

birefringence to good mechanical properties and LTD resistance. Nevertheless, there is still a 

lot to understand about their toughening mechanisms and resistance to LTD. 
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5. Conclusions 

Two strategies to produce more translucent YSZ have been directly compared: submicrometric-

sized YSZ with higher stabilizer content to increase the fraction of less-birefringent distorted 

cubic phase versus nanometric-sized YSZ with lower stabilizer content to decrease the 

scattering coefficient of birefringent tetragonal nanograins. Both have been proven effective in 

producing less opaque ceramics, however, the comparison of LTD resistance, mechanical and 

optical properties, shows that nanometric-sized materials offer a better compromise of 

performances and are, therefore, well-suited for applications in dentistry. The processing of 

nanometric-sized YSZ is more complex and time-consuming than conventional powder 

processing of submicrometric-sized YSZ, especially for the osmotic processing steps. However, 

the manufacturing of dental restorations based on a nanometric-sized YSZ is feasible, but it will 

strongly depend on the final products. For instance, the CAD/CAM milling process is possible, 

but the milling strategy should be adapted to get reliable dental restorations, which fits to the 

need of the patients. 

The performances of submicrometric-sized YSZ are controlled by the trade-off between 

translucency and resistance to LTD, on one hand, and mechanical properties, on the other hand. 

In 5Y, by increasing the fraction of fully stabilized distorted c phase up to 74.8 wt% and the 

amount of stabilizer in the t phase up to 3 mol.%, both transformation toughening mechanisms 

and water-mediated t-m transformation are suppressed. Light scattering is reduced thanks to the 

larger fraction of less birefringent distorted-cubic phase. 

n3Y with a GS of 111 ± 44 nm is composed of non-transformable tetragonal nanograins and 

shows the best compromise among the desired properties. This microstructure shows a very 

high LTD resistance but also the suppression of transformation-toughening mechanisms. Even 

though this grade has slightly lower toughness than transformable tetragonal n1.5Y and 3Y, its 

strength is still extremely high. Its translucency and transparency at longer wavelengths are the 

highest among the studied ceramics, thanks to a combination of reduced birefringence of its t 

phase with lower tetragonality and a reduced scattering coefficient thanks to the ultrafine GS. 

n1.5Y with a GS of 125 ± 47 nm is composed of highly transformable tetragonal nanograins, 

showing that the combination of ultrafine GS and lower stabilizer content does not completely 

stabilize the t phase. Thanks to the activation of transformation toughening mechanisms, n1.5Y 

has the best mechanical properties compromise and it is still resistant to LTD, thanks to the 

lower amount of oxygen vacancies in the space-charge layer of nanograins and the addition of 

Al2O3 slowing down water-derived species diffusion in the lattice. This properties combination 

was not yet shown by any other YSZ material. Therefore, the strategy of decreasing GS below 

100 nm together with decreasing Y-content in order to have a microstructure with transformable 

nanograins seems very promising. 
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