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ABSTRACT: Flexible stimuli-responsive metal−organic frameworks have become
promising candidates for numerous applications in gas-related technologies; however,
the methods of fine tuning their responses are still limited and sought after. In this
work, we demonstrate control over the adsorption properties of a flexible platform by
incorporating halogen substituents (X = F, Cl, Br, I) into an eightfold interpenetrated
isoreticular series [Zn(oba)(X-pip)]n (JUK-8X; X-pip = 4-pyridyl-functionalized
benzene-1,3-dicarbo-5-halogenohydrazide; oba2− = 4,4′-oxydibenzoic carboxylate).
The introduced halogen atoms allow for precise tuning of CO2 gate-opening
pressures from p/p0 = 0.08 for the parental JUK-8 to 0.78 for the chlorine-
functionalized JUK-8Cl. The presence of fluorine or chlorine substituent in the X-pip
linker practically does not influence the maximum molar CO2 uptake as compared to JUK-8, whereas larger bromine or iodine atoms
increase this uptake by 59 and 48%, respectively. Utilizing in situ powder X-ray diffraction (PXRD) during CO2 adsorption for a
model JUK-8F, we propose a detailed mechanism of phase transitions including positions of the adsorbed gas molecules for the two
loaded phases. Density functional theory calculations supported by in situ PXRD measurements at a saturation pressure shed light on
the unusual CO2 adsorption properties of JUK-8Br and JUK-8I. Overall, our report demonstrates the use of halogen interactions for
the control of a gas-responsive system and provides insightful guidance for the further development of flexible, adaptable materials.

1. INTRODUCTION

Crystalline metal−organic frameworks (MOFs), which are
built of metallic nodes and organic linkers, have either rigid1−3

or flexible4−6 porous structures. Due to their unique properties,
not observed in other porous materials,7−9 the flexible MOFs
have attracted increasing scientific attention for the last two
decades10−18 as materials with a predicted large impact on gas-
related technologies.19−23 Majority of flexible MOFs undergo
transition to nonporous or less porous phases upon temper-
ature- or pressure-induced desolvation, whereas gas adsorption
reverses these processes,10−12 and at a specific pressure, which
exceeds an energetic barrier, crystal structures of flexible MOFs
transform to open phases. Apart from a few exceptions, such as
SHF-61,24 the observed phase transitions occur between
energetic minima, and the cell volume during adsorption
changes abruptly, which manifests itself as one or a few
distinguishable steps in an isotherm plot. In a desorption
branch, the opposite phenomena occur, and a reversal of the
cell volume changes pushes adsorbate molecules out of the
pores. If this return occurs directly from porous to nonporous
phases, it gives a considerable advantage to such flexible MOFs
for pressure swing gas-storage applications in comparison to
rigid materials.23,25 Here, one of the most important goals,
apart from assuring cyclability, is a precise control over
pressure steps during gas uptake and release. It has been
achieved only in a few systems so far. Long and co-workers26

have tuned the adsorption-induced phase transition of Co(X-
bdp) (bdp2− = 1,4-benzenedipyrazolate; X = F, p-F2, o-F2, D4,
p-Me; where p = para and o = ortho positions) by an edge-to-
face π···π interaction. These phenomena were analyzed by
powder X-ray diffraction (PXRD) experiments for desolvated
phases and in situ studies during adsorption. Zaworotko et al.
employed different N-donor linkers for controlling the gate-
opening pressure in a series of MOFs with the pcu topology.27

Other promising methods included changing the composition
of metal nodes,28 linker modification,29−32 crystal size
engineering,33 changing sample pretreatment,34 or adjusting
the solvents used in the synthesis.35 Nonetheless, the reports
that simultaneously describe control over properties of flexible
MOFs with real-time mechanistic insights into stimuli-
responsiveness are still very rare and far between.26,29,32

Further progress in the field may be achieved by incorporating
underexplored weak interactions (e.g., involving halo-
gens36−39) into flexible platforms, combined with a holistic
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understanding of their impact on stimuli-responsiveness
enabled by both ex and in situ techniques.
In this work, we have incorporated a series of halogen

substituents (F, Cl, Br, and I) into a model JUK-8 platform
(Jagiellonian University in Krakoẃ, material no. 8) and
holistically investigated the influence of additional interactions
on its adsorption properties including gate-opening pressure
and maximum uptake of CO2 at 195 K. JUK-8 is a mixed-
linker eightfold interpenetrated water-stable member40 of an
acylhydrazone-based family of MOFs.41 These materials
contain dual-type functional groups which may serve as donors
and acceptors in hydrogen bonding, and hence they may
display properties similar to those of biological systems, for
example, structural transformations depending on subtle
hydrogen bond networks40,42,43 or catalytic activity.44 Our
studies show that an additional fluorine or chlorine atom
attached to a central ring of an N-donor linker in JUK-8X
nearly does not influence a maximum molar CO2 uptake
compared to the parental isostructural framework JUK-8, yet
these halogens change the mechanism of adsorption. Counter-
intuitively, larger bromine or iodine atoms considerably
increase CO2 loading at a saturation pressure. By utilizing in
situ PXRD during carbon dioxide adsorption (at 195 K) and
computational simulations, we provide in-depth insights into
the behavior of the isoreticular JUK-8X series. Overall, our
report demonstrates the use of halogen interactions for the
control of a gas-responsive system and provides insightful
guidance for the further development of such materials.

2. RESULTS AND DISCUSSION

2.1. Synthesis of Functionalized JUK-8 Derivatives. In
order to investigate the influence of halogen substituents on
the stimuli-responsiveness of the JUK-8 platform, a series of
new linkers, 4-pyridyl-functionalized benzene-1,3-dicarbo-5-
halogenohydrazides (X-pip; X = F, Cl, Br, or I) was prepared in
the reaction between appropriate 5-X-isopthalic hydrazide and
4-pyridinecarboxaldehyde in the presence of trichloroacetic
acid as a catalyst (Scheme S1, Supporting Information). A 2-
day long heating of X-pip ligand, 4,4′-oxydibenzoic acid
(H2oba), with zinc(II) nitrate in DMF/water solution yielded
four new humidity-stable microporous MOFs {[Zn(oba)(X-
pip)]·3H2O·2DMF}n (JUK-8X; Figures 1 and S1, Supporting
Information). After optimizing the reaction conditions, single
crystals of fluorine and iodine derivatives suitable for single-
crystal X-ray diffraction (SC-XRD) analysis were prepared in a
small scale, whereas crystals of JUK-8Cl and JUK-8Br were
selected from the bulk (see the Supporting Information for
details). The as-synthesized compounds, stable at ambient
conditions, are denoted as g@JUK-8X(op) to indicate their

open-pore (op) phases (g denotes guest molecules = 3H2O
and 2DMF).
Crystal structures of g@JUK-8X(op), determined from SC-

XRD measurements, reveal that the obtained materials
crystalize as twins in the monoclinic space group (Cc) and
consist of eightfold interpenetrated networks of dia topology,
each containing adamantoid cages with Zn···Zn edges of 14.3−
14.7 and 22.8−23.0 Å in length (Tables S1 and S2, Supporting
Information). Despite a high level of interpenetration, the
materials possess one-dimensional (1D) channels propagating
along the c direction (Figures 1 and S2, Supporting
Information). As expected, the halogen-functionalized family
is isostructural to the previously published JUK-8 com-
pound;40 however, the increasing substituent radius (from H
to I) causes swelling of the unit cell (the unit cell volume
increases from 8050 to 8559 Å3) and influences the geometry
of the pores (Table S1 and Figures S2 and S3, Supporting
Information). The detailed computational structural analysis45

reveals that g@JUK-8I(op) and g@JUK-8Br(op) possess two
nonequivalent types of coordination centers: Zn1 with a
deformed octahedral and Zn2 with a deformed trigonal
bipyramidal geometries. Thus, eightfold interpenetrated net-
works show [4 + 4] configuration (Figure S4, Supporting
Information). A similar effect is observed for the other as-
synthesized halogen derivatives of JUK-8, however, without
the influence on the coordination number of the zinc ion.
Analogically to the parent JUK-8 structure, the inter-

penetrating networks of g@JUK-8X(op) are connected via
π···π interactions and (N−H)pip···Ooba hydrogen bonds
between acylhydrazone and carboxylate groups (Figure S5
and Table S3, Supporting Information). However, the
introduction of halogen atoms gives rise to additional
nonbonding contacts between two adjacent X-pip linkers.
The distance between a halogen substituent in the central X-
pip ring and the oxygen atom of the acylhydrazone carbonyl
group is smaller than the sum of their van der Waals46 radii
and indicates the presence of weak halogen-oxygen37

interactions: d(CO···XC) = 3.173, 3.323, and 3.330 Å for Cl,
Br, and I, respectively (Figure S5, Supporting Information).
Furthermore, the high electronegativity of fluorine is
responsible for the appearance of an extra interaction between
the oxygen atom of the acylhydrazone group and the carbon
atom of the F-pip central ring: d(O···CF) = 3.195 Å.

2.2. Structural Characterization of Closed-Pore
Phases. Thermogravimetric analysis and variable temperature
PXRD (VT-PXRD) experiments reveal that the heated g@
JUK-8X(op) release guest molecules at approximately 140−
170 °C (Figures S6 and S7, Supporting Information). This
thermal stimulus induces a transition of the as-synthesized g@
JUK-8X(op) to nonporous closed-pore (cp) phases, further

Figure 1. Synthetic route and structural features of the g@JUK-8X(op) series: (a) Structural formulas of linker precursors used in the synthesis: 4-
pyridyl-functionalized benzene-1,3-dicarbo-5-halogenohydrazide (X-pip) and 4,4′-oxybis(benzenedicarboxylic acid) (H2oba). (b) Adamantoid cage
in a single dia network. (c) Eightfold interpenetration of dia networks. (d) Entrance to 1D channels; view along the c direction.
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denoted as JUK-8X(cp) (Figure 2). The transition of g@JUK-
8X(op) (X = H, F, Cl) occurs directly from the op to cp phase,
whereas g@JUK-8I(op) exhibits a two-step phase transition.
In the case of g@JUK-8Br(op), an additional phase is
metastable at the investigated temperature (120 °C), and the
mixture of phases is detectable. These observations indicate the
essential influence of radius and polarizability of halogen atoms
on solvent−framework interactions.
By the combination of computational modeling and Rietveld

analysis for PXRD patterns of the desolvated phases, we solved
and refined the crystal structures of all JUK-8X(cp) MOFs
except the iodine derivative (Figures 2 and S8, Supporting
Information). The compounds are isostructural to the closed-
pore phase of JUK-8(cp) whose structure was previously
determined from SC-XRD data;47 however, in contrast to this
parental structure, the desolvation of halogen derivatives
causes weakening of the (N−H)pip···Ooba hydrogen bond
(Tables S3 and S4, Supporting Information). The meticulous
comparison of the g@op and cp structures reveals that all eight
subnetworks in each MOF shrink to the nonporous cp phase

upon activation, but halogen substituents have a significant
influence on these processes. The activation of JUK-8F causes
a rearrangement of the zinc coordination sphere and reinforces
the interaction between carbon and oxygen (Figure 2),
whereas the desolvation of the chlorine derivative breaks the
CO···Cl−C interaction. However, this process leads to the
formation of a new interaction between two chlorine atoms
from the neighboring subnetworks (Figure 2). In the case of
JUK-8Br(cp), the Br···O interaction becomes weaker, as
compared to g@JUK-8Br(op), because electron density is
transferred from the bromine atom to another bromine atom
from the adjacent subnetwork and a new Br···Br interaction is
created in the cp phase (Figure 2).

2.3. General Remarks on CO2 Responsiveness of JUK-
8X. Free accessible voids of the closed-pore structures JUK-
8X(cp) are neglectable, occupying 1.9−2.7% volume of the
unit cells, and the whole group is nonporous toward N2 at 77 K
(Figure S9, Supporting Information). In contrast, CO2

molecules at 195 K enter all structures and trigger phase
transitions that depend on the halogen substituent (Figure 3

Figure 2. Crystal structures of desolvated phases, determined from PXRD, showing key halogen interactions: (a) CF···π and O···CF interactions in
JUK-8F(cp), (b) Cl···Cl interaction in JUK-8Cl(cp), and (c) Br···Br and O···Br interactions in JUK-8Br(cp). Fyellow, Clgreen, Brbrown,
Ored, and aromatic centroidblue.

Figure 3. Adsorption isotherms (left) of CO2 at 195 K for pristine activated [Zn(oba)(X-pip)]n (X = H, F, Cl, Br and I), JUK-8X. Semilog plot
(right) indicating differences in the low-pressure region. The isotherm for JUK-8 was adapted from the previous work (ref 40). Full symbols
adsorption; open symbolsdesorption.

Table 1. Porosity Parameters for Pristine [Zn(oba)(X-pip)]n (g@JUK-8X(op)) and Physical Properties of Halogen Atoms

JUK-8X

H F Cl Br I

maximum uptake/cm3·g−1 (mol·mol−1) 142 (4.4) 143 (4.5) 123 (4.0) 208 (7.2) 170 (6.2)
pgo/p0 0.08 0.17 0.78 0.56 0.22
ΔE(cp‑op)a/kJ·mol−1 62.8 68.7 74.2 72.9 -b

van der Vaals radius/pm 120 140 175 185 198
αDc 4.5 3.74 ± 0.08 14.6 ± 0.1 21 ± 1 32.9 ± 1.3

aCrystal structures from SC-XRD (g@JUK-8X(op)) and PXRD (JUK-8X(cp)) data were used for calculations. bDue to experimental limitations,
we were unable to determine the structure of JUK-8I(cp) and calculate the corresponding ΔE(cp‑op).

cStatic scalar dipole polarizability (in atomic
units) for neutral atoms (ref 50).
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Table 2. Unit Cell Parameters for JUK-8F Phases with Corresponding Porosity Data and Transition Energiesa

V/Å3 a/Å b/Å c/Å β/° space group Vpt/cm
3·g−1 pw/Å ΔE/kJ·mol−1

JUK-8F(cp) 6610 13.1 18.2 27.7 93.8 C2/c 0.017 0
CO2@JUK-8F(op) 7911 15.8 19.2 26.3 97.7 Cc 0.205 2.83 60.8
CO2@JUK-8F(ip) 6697 13.3 18.3 27.5 94.4 C2/c 0.050 6.6
g@JUK-8F(op) 8148 16.7 19.3 25.7 100.5 Cc 0.272 3.50 68.7

aVpttheoretical accessible pore volume (calculated by Mercury software with a probe radius of 1.65 Å); pwpore limiting diameter (calculated
by Zeo++); ΔEcalculated transition energy (DFT).

Figure 4. (a) CO2 adsorption isotherm for JUK-8F(cp) at 195 K (second cycle). (b) Corresponding in situ PXRD patterns (λ = 1.540599 Å)
measured in the selected points of the isotherm. (c,d) Crystal structures of CO2@JUK-8F(op) and CO2@JUK-8F(ip) refined from in situ PXRD
patterns; CO2 moleculescolored large spheres, interacting atomscolored small spheres, and the rest of atoms are in black. (e) Crystal
structures of g@JUK-8F(op), [Zn(oba)(F-pip)]n (JUK-8F(cp)), {[Zn(oba)(F-pip)]·4.5CO2}n (CO2@JUK-8F(op)), and {[Zn(oba)(F-pip)]·
0.5CO2}n (CO2@JUK-8F(ip)). Zn···Zndistance between Zn atoms. C−C−O−Cselected torsion angles; for more details see Table S6. Void
fractions (Vvoid) were calculated with Mercury software by using a probe molecule with a radius of 1.2 Å. Color codes: Zngreen, Ored, N
blue, Hwhite, Cgray, Fpale yellow, voidsyellow, and short contactsmagenta.
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and Table 1). The adsorption-induced pore-opening transition
(cp → op) of all but the fluorine derivative is preceded by an
intermediate state CO2@JUK-8X(ip) (X = H, Cl, Br, I). The
detailed analysis of the isotherms indicates that the first stage
of adsorption for JUK-8Cl, JUK-8Br, and JUK-8I is
comparable to that for JUK-8 (cp → ip).47 Carbon dioxide
molecules diffuse to the voids localized between two zinc
atoms. The different mechanism of adsorption (cp → op)
observed for the fluorine derivative is caused by different
internetwork interactions exhibited by its desolvated phase
(Figure 2).
In the series of JUK-8X frameworks, the gate-opening

pressure (pgo), defined as a step on the isotherm, ranges from
p/p0 = 0.08 to 0.78, and a simple relationship between pgo and
a halogen radius is not observed. The detailed comparison of
the closed-pore structures (Figure 2) indicates that the Cl···Cl
interaction is responsible for an untypical shape of the
adsorption isotherm for JUK-8Cl, with the highest pgo and a
tendency to desorb CO2 molecules at higher pressures
compared to other derivatives. A similar effect exists for
JUK-8Br; however, Br atoms participate in the additional
interaction with the oxygen atom which weakens the Br···Br
contact.
In the adsorption branches of JUK-8F and JUK-8Br, we

observed the so-called “negative pressure” adsorption
profile,48,49 which is caused by a sudden CO2 uptake within
the open pore phases of MOFs during a volumetric adsorption
experiment and by the high cooperativity of the cp-op
transition. The origin of the phenomenon can be explained
by the following: (a) the amount of adsorbed gas exceeds the
limited dosing pressure, and in consequence, the pressure
drops in the whole system and (b) high kinetical stability of
the ip and cp phases plays a crucial role as well. The finite
equilibration time is not sufficient for reaching thermodynam-
ical equilibrium. After exceeding the gate-opening pressure, the
measuring system is “forced” by the material in the open form
to reduce its pressure to the thermodynamical value.
For a better understanding of the relationship between pgo

and the nature of halogen atoms, we used density functional
theory (DFT) to determine the energy difference, ΔE(cp‑op),
between the experimental desolvated close-pore (cp) and
solvated open-pore (op) structures (Table 1). We have found
that ΔE(cp‑op) is correlated with pgo. JUK-8Cl shows the highest
pgo (pgo/p0 = 0.78) and the highest ΔE(cp‑op) (74.2 kJ·mol−1),
while both these values are the lowest for JUK-8 (pgo/p0 =
0.08; ΔE(cp‑op) = 62.8 kJ·mol−1). The other derivatives follow
the observed trend (Table 1).
During CO2 desorption, all materials release the majority of

adsorbed CO2 and transform to intermediate states (ip) in
which CO2 molecules are trapped in zero-dimensional cages
(Figure S10, Supporting Information). Before this state is
reached, the unknown phases of {[Zn(oba)(X-pip)]·5CO2}n at
p/p0 ∼ 0.20−0.07 are detected for the iodine and bromine
derivatives. This observation is coherent with the VT-PXRD
data (Figure S6, Supporting Information). The desorption data
indicate that the strength of interactions between CO2 and
frameworks is correlated with the halogen substituent radius
(for the whole series except Cl); in particular, the easiest
polarizable and the largest iodine strongly interacts with CO2
which is manifested by a long tail in the desorption branch for
JUK-8I (Figure 3 and Table 1).
2.4. In Situ PXRD Monitoring and Computational

Studies of CO2-Induced Phase Transitions. Three

materials in the JUK-8X series have comparable maximum
molar uptakes at a saturation pressure of CO2 at 195 K. This
uptake is practically the same for JUK-8 and JUK-8F, whereas
for JUK-8Cl, it is smaller by 0.5 CO2 per zinc center (Table 1
and Figure S11, Supporting Information). Three JUK-8X
members (X = H, F, Cl) have comparable cell volumes at CO2
saturation pressure (V = 7817, 7911, and 8117 Å3 for H, F, and
Cl, respectively), and the discrepancy between the adsorption
capacity for JUK-8Cl compared to the two other derivatives is
caused by a coexistence of porous and less porous phases of
JUK-8Cl at p/p0 ∼ 0.99 (see in situ PXRD during CO2
adsorption, Figure S12, Supporting Information). Despite
numerous attempts, we were unable to index the in situ PXRD
patterns measured for JUK-8I during CO2 adsorption due to
strong X-ray absorption of iodine atoms in the transmission
geometry. Nonetheless, we determined the CO2-triggered
transition mechanism of JUK-8F and could determine the
preferable adsorption sites for CO2 in the pores (Table 2,
Figures 4 and S13, Supporting Information).
When exposed to dynamic vacuum at an elevated temper-

ature, g@JUK-8F(op) shrinks to the cp phase, the unit cell
volume is reduced by 19%, and the space group changes from
Cc to C2/c. The observed contraction causes a significant
decrease of the a unit cell parameter and is accompanied by
moderate alterations of b, c, and β. The closed-pore framework,
exposed to gaseous CO2 at 195 K, transforms directly to the op
phase in which its cell volume (7911 Å3) increases by 23%
relative to the cp structure. The accommodation of CO2
molecules induces the symmetry reduction from C2/c to Cc.
Notably, the unsubstituted JUK-8 maintains the space group
(C2/c) during the adsorption of CO2 at 195 K (Table S5,
Supporting Information). The absence of an intermediate
phase in the adsorption branch for JUK-8F, contrary to the
other JUK-8X materials, is caused by the enhancement of FC···
O and CF···p interactions in the cp phase and by a
considerable distortion of the coordination sphere of zinc
(see Figures 2 and 4). These interactions “freeze” the
framework deformations during the interaction with CO2
and hinder diffusion of gas molecules at low pressures.
After exceeding pgo at p/p0 = 0.17, JUK-8F(cp) opens to the

CO2@JUK-8F(op) phase, whose structure can be compared
with another open-pore as-synthesized phase, g@JUK-8F(op).
Despite a slight difference (237 Å3) between cell volumes of
open-pore structures, that is, CO2@JUK-8F(op) and the
solvent loaded g@JUK-8F(op), their pore geometries are
significantly different. In particular, the pore limiting diameter
for g@JUK-8F(op) is larger by 0.7 Å than that of the fully
CO2-loaded framework (Figure S13, Supporting Information).
These observations indicate a remarkable ability of the whole
JUK-8X platform to adapt its structure to the guest molecule.
At a saturation pressure, distinctive positions of CO2

molecules were determined for CO2@JUK-8F(op) (Figure
4c). Most of these molecules are localized in 1D channels
where they interact with the framework and with each other,
whereas two carbon dioxide molecules per two inequivalent
zinc atoms rest in a more confined space (Figures S13−S15,
Supporting Information). Notably, the acylhydrazone linkers
create three different binding sites in the framework (Figure
4c). In the desorption branch, CO2@JUK-8F(op) releases
four CO2 molecules per zinc which triggers a phase transition
to CO2@JUK-8F(ip) accompanied by an increase of space
group symmetry (Cc → C2/c). The remaining CO2 molecules
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are trapped in the vicinity of the acylhydrazone group (Figure
4d).
In order to have a deeper understanding of the observed

phenomena, we calculated the energy of transition between the
four known phases of JUK-8F (Table 2). All experimental
structures were optimized with a fixed volume, then guest
molecules were removed from the unit cells, and the internal
energy was calculated using the DFT method. One can see that
the energy required for transforming the cp to ip structure is
approximately 1 order of magnitude lower than the energy
required for full opening of JUK-8F. We recently showed that
temperature has a very limited impact on the energetic
landscape of the JUK-8 framework,51 and hence the energy
differences presented in Table 2 will not be significantly
changed when the temperature contribution is considered (195
Ktemperature during adsorption). The small energy differ-
ence between CO2@JUK-8F(op) and g@JUK-8F(op) con-
firms the adaptation capabilities of JUK-8X frameworks.
The Le Bail fits of the in situ measured PXRD patterns of

JUK-8Br under CO2 saturation shed light on the global
structural changes during carbon dioxide adsorption. In the
first stage, the material adsorbs 0.5 CO2 molecules per zinc and
transforms to the ip phase, {[Zn(oba)(Br-pip)]·0.5CO2}n.
Above p/p0 ∼ 0.62, CO2@JUK-8Br(ip) transforms to an
expanded phase, CO2@JUK-8Br(ep), and enormous (by
38.1%) expansion of the cell volume to 9322 Å3 is observed,
which is 1411 Å3 larger compared to CO2@JUK-8F(op). The
first peak in the PXRD pattern of CO2@JUK-8Br(ep)
collected at p/p0 ∼ 0.99 has a considerably lower value, 2θ =
6.1°, compared to those of the pristine g@JUK-8Br(op)
(6.9°) and CO2@JUK-8F(op) (7.3°) phases. A similar effect is
observed in the pattern of JUK-8I at CO2 saturation pressure
(2θ = 6.1°). However, in this case, the maximum molar uptake
is slightly lower due to the bigger size of iodine compared to
bromine. Thus, we assume that iodine has a comparable
influence on adsorption properties of the JUK-8X series as
bromine.
We observe that the experimental unit cell volume of CO2@

JUK-8Br(ep) is larger (9322 Å) than the corresponding value
for CO2@JUK-8F(op) (7911 Å), and additional interactions

that immobilize CO2 molecules in CO2@JUK-8Br(ep) are
identified. Following these observations, we constructed energy
profiles from the optimized g@JUK-8Br(op) and JUK-
8Br(cp) crystal structures according to the protocol applied
in the previous studies.40,52 The experimental cp and op
structures were inter- and extrapolated to create a set of unit
cells with volumes varying from 6000 to 9450 Å3 which were
later optimized with constrained volumes using DFT method-
ology.40,51,53,54 The difference between the energy−volume
relation for JUK-8 and JUK-8Br is shown in Figure 5. Apart
from the expected increase of the volume of a stable closed
pore structure from 6600 Å3 in the case of JUK-8 to 6754 Å3

for JUK-8Br, we also observe the change of the energy profile
at higher volumes. In contrast to the parental platform, where
only two significant volume ranges appear (harmonic up to
7504 Å3 and quasi-linear above), the profile for the bromine
derivative has a significant step at high volumes (9415 Å3),
which is comparable to the experimental value equal to 9322
Å3 from the Le Bail fit. It corresponds to the structural
transformation responsible for the observed adsorption
properties. Comparing the experimental DMF-loaded op
phase (V = 8428 Å3) to the ep phase (V = 9415 Å3), we
observe the increase of the helium void fraction from 0.25 to
0.35 (Figure S16).
To assure the most accurate agreement between simulation

and experiment data, we inserted seven CO2 molecules per
unit formula (the value corresponding to the experimental
uptake at saturation pressure) into the pore and optimized the
unit cell using DFT. We found that CO2 molecules are
engaged in halogen interaction with the bromine atom of the
Br-pip linker. To get a deeper understanding of the role of
halogen substituents, we calculated the energy differences ΔE
between stable (cp) and hypothetical metastable (ep) phases
of JUK-8X. The results, presented in Table 3 show that the
probability of existence of both JUK-8 and JUK-8F frameworks
in the ep phase is extremely low, mainly due to high energy
penalty (ΔE > 2200 kJ·mol−1).
Following our recent studies, neither temperature (vibra-

tional free energy) nor adsorption of CO2 (adsorption
potential) contribution can balance such a significant energy

Figure 5. (a) Change of the energy (DFT calculations) as a function of volume for JUK-8 and JUK-8Br. (b) Single-crystal structure of the solvated
g@JUK-8Br(op) phase. (c) DFT-calculated extended pore structure of JUK-8Br(ep); Brbrown, Ored, and Cgray. Data for JUK-8 were
adapted from the previously published study (ref 40). (d) Stability of porosity upon repeated CO2 adsorption (full symbols) and desorption (open
symbols) at 195 K. (e) SEM image of the desolvated JUK-8Br(cp) sample compared with the SEM image taken after the third CO2 adsorption/
desorption cycle.
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difference. The changes of ΔE(ep‑cp) calculated for various
halogen derivatives suggest that the stability of different phases
in the JUK-8X series is regulated by the subtle interplay
between host−guest interactions and halogen steric hindrance.
One must keep in mind that the applied theoretical

approach has limitations, for example, the dynamics of the
adsorbate and the framework is neglected in our calculations.
2.5. Tolerance of JUK-8Br Toward Repeatable

Adsorption−Desorption Stress. In previous reports,40,47

we have shown that JUK-8 maintains the structure and
properties upon applying mechanical force, boiling in water, as
well as upon exposition to a repeatable adsorption stress.
According to the experiment and theory, the cell volume of
JUK-8Br during CO2 adsorption increases significantly
(38.1%) compared to JUK-8, JUK-8F, or JUK-8Cl (17−
23%). It indicates that the bromine derivative experiences
substantial mechanical stress during accommodation of the
adsorbate, which may influence its adsorption properties.
We have carried out three cycles of CO2 adsorption−

desorption by JUK-8Br (Figure 5). During the second
adsorption−desorption cycle, pgo slightly increases, while the
maximum uptake drops from 207 to 191 cm3·g−1. However, in
the third cycle, the gate-opening pressure drops significantly to
p/p0 = 0.26, but the maximal uptake reaches 213 cm3·g−1. We
assume that the observed fluctuations of both pgo and the
maximal uptake are connected to the crystal size of the
adsorbent. To verify this hypothesis, we have recorded
scanning electron microscopy (SEM) images of the desolvated
JUK-8Br(cp) sample before and after three cycles of
adsorption and desorption. The images confirm that the
crystal size of the activated material is ca. 10 times bigger
compared to the material exposed to the repeatable mechanical
stress (Figures 5 and S17, Supporting Information).
In addition, we have checked the stability of the whole series

in organic solvents including methanol, acetone, and ethyl
acetate (Figure S18, Supporting Information). The ex situ
PXRD patterns recorded for the samples immersed for 48 h
indicate that all JUK-8X are stable in methanol, while only
JUK-8I is unstable in acetone and ethyl acetate.

3. CONCLUSIONS
In summary, in this work, we have achieved control over the
stimuli-responsiveness of the JUK-8 platform by introducing
halogen substituents in the diacylhydrazone (pip) linker. The
crystal structures of solvated, desolvated, and CO2-loaded
phases, derived from SC-XRD and in situ PXRD experiments
under gas loading, combined with the spectroscopy and DFT
calculations allow us to understand the switching mechanism
and highlight the crucial roles in spatial adaptability of JUK-8X
isoreticular series to carbon dioxide at 195 K. The Cl···Cl
interaction which exists in the closed-pore phase of JUK-8Cl
gives rise to the highest gate-opening and closing pressure in
the JUK-8X derivatives, whereas the reinforcement of O···CF
interaction, connected with the change of the coordination
number of zinc in the fluorine derivative, is accountable for the
different adsorption−desorption mechanism for JUK-8F (cp
→ op adsorption followed by op → ip desorption) than for

other JUK-8X (X = H, Cl, Br, I) materials (cp → ip → op
adsorption followed by op → ip desorption). In the case of
JUK-8F, we determined the mechanism and energetical
landscape of CO2-induced transitions with preferable adsorp-
tion sites for CO2 in the pores. In a fully CO2-loaded JUK-8F,
the CO2 molecules occupy 1D channels and more confined
spaces. During desorption, the shrinking structure of JUK-8F
traps CO2 molecules in the vicinity of acylhydrazone groups.
Larger bromine or iodine substituents increase the

maximum molar uptake of CO2 by 59 and 48%, respectively,
as compared to the parental JUK-8 structure. Due to
experimental limitations, we shed light on the microscopic
mechanism of JUK-8Br phase transitions using computational
approach by the analysis of the energetics of the phenomenon.
To assure accurate probing of the adsorption-induced changes,
our computational model considers in situ PXRD patterns
measured under CO2 loading. With the so-constructed DFT
simulations, we showed differences between the adsorption-
induced pore-opening transition trajectories for JUK-8 and
JUK-8Br. Based on the in silico designed and characterized ep
phase of the bromine derivative, we proposed an explanation of
the counterintuitive increased maximum molar uptake in Br-
and I- based MOFs. Overall, the presented utilization of
halogen interaction for controlling the response of the JUK-8X
system can be transferred to other materials, while further
development of described computational methodology may be
leveraged to different complex cases of flexible MOFs.

4. EXPERIMENTAL SECTION
4.1. Synthesis of X-pip Linkers. Each X-pip linker from the

series (X = Cl, Br, I) was obtained in several steps starting from 5-
aminoisophthalic acid that was subsequently converted to the
corresponding 5-haloisophthalic acid, its dimethyl ester, the
corresponding hydrazide, and finally to the diacylhydrazone X-pip
linker. The F-pip was obtained in the same manner with the only
difference being that dimethyl 5-fluoroisophthalate was directly
synthesized from dimethyl 5-aminoisophthalate that was obtained
from 5-aminoisophtalic acid. The identity and purity of each
intermediate were confirmed by NMR spectroscopy. The synthetic
details with spectroscopic data can be found in the Supporting
Information.

4.2. Synthesis of g@JUK-8X(op). Zn(NO3)2·6H2O (0.30
mmol), X-pip (0.30 mmol), and 4,4′-oxybis(benzenedicarboxylic)
acid (H2oba) (0.30 mmol) were suspended in DMF (5.4 mL) and
H2O (0.6 mL) by sonication (60 s) and heated in a closed pyrex vial
(10 mL) at 80 °C for 2 days. Pale yellow crystals of g@JUK-8X(op)
were filtered off, washed with DMF, and dried.

Suitable single crystals of g@JUK-8X(op) (X = F, Br) were
selected from the bulk. g@JUK-8Cl(op): Zn(NO3)2·6H2O (0.075
mmol), Cl-pip (0.075 mmol), and 4,4′-oxybis(benzenedicarboxylic)
acid (H2oba) (0.075 mmol); g@JUK-8I(op): Zn(NO3)2·6H2O (0.10
mmol), I-pip (0.10 mmol), and 4,4′-oxybis(benzenedicarboxylic) acid
(H2oba) (0.10 mmol). In both cases, the reagents were suspended in
DMF (2.6 mL) and H2O (0.4 mL) by sonication (60 s) and heated in
a closed vial (4 mL) at 80 °C for 4 days.

4.3. Methods. The details of measurements including elemental
and thermogravimetric analyses, ex situ and in situ powder X-ray
diffraction, gas physisorption measurements, NMR spectroscopy,
SEM analysis, and SC-XRD as well as the details of computational
simulations can be found in the Supporting Information.
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Table 3. Calculated Energy Difference between Stable (cp)
and Hypothetical Metastable (ep) Phases of JUK-8X

JUK-8 JUK-8F JUK-8Cl JUK-8Br JUK-8I

ΔE(ep‑cp)/kJ·mol−1 2235.4 2555.3 314.0 301.8 267.1
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CrystallographicCrystallographic data (SC-XRD) for g@
JUK-8F(op) (CIF)
Crystallographic data (SC-XRD) for g@JUK-8Cl(op)
(CIF)
Crystallographic data (SC-XRD) for g@JUK-8Br(op)
(CIF)
Crystallographic data (SC-XRD) for g@JUK-8I (CIF)
Crystallographic data (PXRD) for JUK-8F(cp) (CIF)
Crystallographic data (PXRD) for CO2@JUK-8F(op)
(CIF)
Crystallographic data (PXRD) for CO2@JUK-8F(ip)
(CIF)
Crystallographic data (PXRD) for JUK-8Cl(cp) (CIF)
Crystallographic data (PXRD) for JUK-8Br(cp) (CIF)
Crystallographic data (simulated) for CO2@JUK-8Br-
(ep) (CIF)
Adsorption data for JUK-8F-CO2-195K (TXT)
Adsorption data for JUK-8Cl-CO2-195K (TXT)
Adsorption data for JUK-8Br-CO2-195K (TXT)
Adsorption data for JUK-8I-CO2-195K (TXT)
Adsorption data for JUK-8H-CO2-195K (TXT)
Details of synthetic procedures and methods, additional
experimental data including physisorption measure-
ments, PXRD patterns, crystal structure drawings,
powder X-ray structures, calculated structure, and
adsorption information files (PDF)
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