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ABSTRACT:  Nanostructure control is an important issue when using electroactive materials in energy conversion and 
storage devices. In this study, we report various methods of synthesis of nanostructured copper(II) hydroxide nitrate 
Cu2(OH)3NO3 with layered hydroxide salt (LHS) structure using various synthesis methods and investigate the correlation 
between nanostructure, morphology and their pseudocapacitive electrochemical behavior.  The variations in nanostructure 
size and morphology were comprehensively explored by combining X-ray diffraction (XRD)and scanning electron microscopy 
(SEM) whilst the electrochemical activity was characterized using cyclic voltammetry. We demonstrate that Cu2(OH)3NO3 - 
LHS nanostructured submicron particles produced by alkaline precipitation with 88% of the copper cations can cycle with a 
two-electron redox process. Unfortunately, the electroactivity decreases rapidly from the first cycle due to the occurrence of 
structural transformations and subsequent electrochemical grinding. However, samples obtained by ultra-sonication and 
microwave synthesis, two original synthesis methods for LHS materials, formed of nanosized crystalline domains agglomer-
ated in micron-sized particles, represent a good compromise between capacity and cyclability. Moreover, by using pair 
distribution function analysis on electrode materials after repeated cycling, we were able to follow the chemical and struc-
tural changes occurring in Cu2(OH)3NO3 materials during electrochemical cycling with first a quick transformation to Cu2O 
and then the appearance of Cu metal and copper acetate Cu(II)2(O2CCH3)4.2H2O.  

INTRODUCTION  

The transformation of the energy system to a world 
without fossil fuels is a strong driving force to develop 
effective electrochemical energy conversion and storage 
devices based on batteries, fuel cells, and super capacitors. 
Efforts must focus on the development of inexpensive 
electrode materials with high redox reversibility and sta-
bility and in this field, layered hydroxide salts (LHS), also 
known as layered basic salts, benefit from a growing inter-
est. Their structure is based on a distorted Brucite-like 
structure in which a fraction of the structural hydroxide 
groups is replaced by water molecules or anions leading to 
the following general chemical formula M2+(OH)2x-(Am− )x/m 
⋅nH2O, where M2+ is a divalent cation, normally Mg2+, Ni2+, 
Zn2+, Ca2+, Cd2+, Co2+ or Cu2+, and (Am−)x/m⋅nH2O is a coun-
ter-ion which is hydrated or not.1 So far, the main focus has 
been on nickel- and cobalt-based LHS materials and prom-
ising electrochemical,2, 3 magnetic,4 and photophysical 
properties5 have been reported. Layered copper hydroxide 
salts have been comparatively less studied although cop-
per(II) hydroxide nitrate Cu2(OH)3NO3 is used in vehicle 

airbags,6 as well as a precursor7 in the preparation of CuO 
p-type semiconductor for diverse applications in hetero-
geneous catalysis,8 gas sensors,9, 10 field emission semicon-
ductors, lithium ion batteries,11, 12 and high power aqueous 
batteries.13, 14, 15, 16 These few studies clearly show the po-
tential of layered copper hydroxide salts but also the need 
to better document and understand the synthesis of these 
materials to improve their performances.  

In this study, by using similar synthesis protocol as re-
ported for layered zinc hydroxide salts (LZH), but also new 
synthesis routes based on sonochemistry (US) and micro-
wave (MW), we report the formation of well-defined 
nanostructured Cu2(OH)3NO3 with various morphologies 
and sizes. First, microcrystalline parameters and morpho-
logical structures were comprehensively explored by com-
bining scanning electron microscopy (SEM) and X-ray 
diffraction (XRD). In a second part, the electrochemical 
properties were investigated by cyclic voltammetry and 
pair distribution function (PDF) analyses were performed 
to examine phase transformations during cycling. 

 

 



 

 

 

 

EXPERIMENTAL DETAILS  

 Synthesis.  For the synthesis of Cu2(OH)3(NO3) samples, 
AR grade raw chemicals were used. Copper oxide (CuO, 
98%), copper nitrate trihydrate (Cu(NO3)2.3H2O, 98%) 
were purchased from Aldrich, sodium hydroxide (NaOH, 
98%) from Acros and urea (CH₄N₂O, 99%) from Prolabo. 
For synthesis by salt and oxide hydrolysis (SO), 15.9 g of 
CuO (0.2 mol) were dispersed into 200 mL of a 1.25 Mol/L 
aqueous copper nitrate solution. The mixture was kept 
under stirring for 4 weeks under nitrogen atmosphere 
after which the solid was recovered by centrifugation at 
4500 rpm (relative centrifugal force of 3056xg) washed 
three times with deionized water and dried at 60°C in 
oven. For synthesis by alkaline precipitation (AP), 50 mL of 
a copper nitrate solution (0.1 Mol/L or 1 Mol/L) and 50 mL 
of NaOH solution (0.1 Mol/L or 1 Mol/L) were added sim-
ultaneously in 5 min.  into a 1L reactor containing 200 mL 
of water using peristaltic pumps at a flow rate of 10 
mL.min-1. The resulting dispersions were kept under stir-
ring and nitrogen atmosphere at room temperature or 
40°C for different ageing times (no ageing, 1 day, 4 days) 
after which the precipitates were recovered by centrifuga-

tion (4500 rpm/3056xg), washed three times with water 
and dried at 60°C in an oven. For the synthesis by urea 
hydrolysis, 3g of urea (O.05 mol) were added into 80 mL of 
a 0.2 Mol/L copper nitrate solution. Then, the mixture was 
heated at 80°C for 2 hours either by reflux method (Urea 
reflux) or by hydrothermal treatment (Urea HT) using a 
teflon coated stainless steel autoclave. In both cases, the 
precipitates were recovered by centrifugation (4500 
rpm/3056xg), washed three times with water and dried at 
60°C in an oven. For microwave hydrothermal treatment 
(MWHT) synthesis, the same mixture as prepared for urea 
hydrolysis was poured 80 mL vessels and irradiated with 
microwaves at a power of 300 W using a Discover® SP-D 

80 microwave for different period of times (30 min, 60 min, 
240 min) and different temperatures (80°C, 100°C); the 
pressure reached was around 290 psi. For sonochemical 
synthesis (US), the same mixture as prepared for urea 
hydrolysis was also used. After 1 hour stirring at room 
temperature under nitrogen atmosphere, it was subjected 
to intense ultrasonic irradiation (20KHz and 21 W/cm²) 
during various times (30 min, 150 min, 240 min) using 
Vibra-Cell™ 75041 equipment. Solids obtained by MWHT 
and US methods were recovered by centrifugation (4500 

Table 1. Synthesis conditions and characteristics of Cu2(OH)3NO3 sample series. 

 
                     Synthetic conditions LHS characteristics 

Method 
Code 

Salt Base Conc. 
(Mol/L) 

Stir-
ring 

Atm T 
( °C) 

Duration 
/ageing 

Yield a 

(wt%) 
Particle Shape 

TEM 
SBET 

(m²/g) 
Lz/Lxy 
(nm) 

SO CuO-
Cu(NO3)2 

No  0.2 
0.25 

Y N2 RT 4 weeks 92 Irregular rod-like. 
2μm long-1μm broad 

   1.4 193/132  

AP0,1M-no ageing- RT 

 
AP0,1M-1day- RT 
AP0,1M-4days- RT 

 
 
AP0,1M-4days- 40°C 

Cu(NO3)2 
 
- 
- 
 
 
- 

NaOH 
 
- 
- 
 
 
- 
 

0.1 
0.1 

- 
- 
 
 
- 

Y 
 
- 
- 
 
 
- 

 

N2 
 
- 
- 
 
 
- 
 

RT 
 

RT 
RT 

 
 

40 
 

2min 
 

2min/1day 
2min/4days 

 
 

2min/4days 
 

37 
 

54 
60 

 
 

63 
 

Undefined/broken plates. 
200nm-1μm  
Undefined plates. 1μm 
Mixture of small/broken 
<1μm + large plates 2μm + 
tiny crystal bits<100nm  
Well dispersed plates, 
undefined shape. 2μm 

17.5 
 

13.3 
10.0 

 
 

   10.0 
 

28/35 
 

33/39 
 

 
 

42/44 
  

AP1M-4days- RT 

 
- - 1 

1 
- - RT 2min/4days 

 
59 Very small platelets 

<100nm 
6.7  

UreaReflux 
 
 
UreaHT 
 

Cu(NO3)2 
 
 
- 
 

Urea 
 
 
- 

 

0.2 
0.5 

 
- 
 

Y 
 
 

N  

N2 

 
 

Auto-
clave 

80 
 
 
- 

 

2H 
 
 
- 
 

83 
 
 

27 

Broken pieces of very wide 
plates. 20μm in-plane/5μm 
thick  
Radial growth of thick and 
large plates 

1.8 
 
 

1.1 

185/62 
 
 

202/52 

US30min 
 
 
US150min 
 
US240min 

Cu(NO3)2 
 
 
- 
 
- 

Urea 
 
 
- 
 
- 

0.2 
0.5 

 
- 
 
- 

N 
 
 
- 
 
- 

Ar  
degas. 

- 
 
- 

RT 
 
 
- 
 
- 

30min  
 
 

150min  
 

240min  

7 
 
 

42 
 

54 

Well defined rectangu-
lar/rhombic plates.  5-10 
μm in-plane, <1μm thick  
 
 
Large and thick discs. 5-
15μm diam., 2 μm thick 

1.5 
 
 

1.8 
 

<1 

139/52 
 
 

138/79 
 

178/99 

MWHT30 min-80°C 

 
 
MWHT 60 min-80°C 

 
MWHT240 min-80°C 

 
MWHT30 min-100°C 

Cu(NO3)2 
 
 
- 
 
- 
 
- 

Urea 
 
 
- 
 
- 
 
- 

0.2 
0.5 

 
- 
 
- 
 
- 

Y 
 
 
- 
 
- 
 
- 

Air 
 
 
- 
 
- 
 
- 

80 
 
 

80 
 

80 
 

100 

30min 
 
 

60min  
 

240min  
 

30min  

5 
 
 

2 
 

8 
 

5 

Mixture of small/broken 
<5μm + large rectangular 
plates 10-20μm 
 
 
Very well defined rectangu-
lar rhombic platelets 10-
20μm 
10-30μm 

2.6 
 
 

3.1 
 

<1 
 

1.3 

64/51 
 
 

75/74 
 

157/77 
 

218/87 
 

a Percent yield is the amount of solid obtained with respect to the theoretically expected pure compound amount 

 



 

 

rpm/3056xg), washed three times with and dried at 60°C 
in the oven. The materials were labelled for instance as 
AP0,1M-4days-40°C according to the synthesis method, the con-
centration of reactants, the reaction or ageing time and the 
temperature applied. 

 Materials Characterization. X-ray diffraction (XRD) 
analysis of the samples were carried out on a Philips X’Pert 
pro diffractometer equipped with a X’celerator 1D detector 
(2.122° active length), using CuKα1/ Kα2 source in Bragg 
Brentano θ-θ geometry from 5 to 90°(2θ) with a scan step 
of 0.016°. Profile matching and structure refinement were 
using FullProf suite package.17 To properly reproduce XRD 
peak profile and reach good fits, it was necessary to con-
sider microstructural effects in particular anisotropic size 
effects, related to the platelet morphology of the particles, 
and these were modelled with linear combinations of 
spherical harmonics SH as implemented in FullProf. The 
SH description also allowed the calculation of the volume-
averaged apparent size of the coherent domains along each 
reciprocal lattice vector and to do so, LaB6 NIST standard 
was used to correct for instrumental broadening. The plate 
shape of the crystallites also led us to consider preferred 
orientation PO effects on the XRD patterns, in the [001] 
direction as stacking direction of the hydroxide layers. For 
that, the exponential function as implemented in Fullprof 
was used and G1/G2 parameters were included after the 
preliminary refinement with the random orientation of the 
crystallites had converged. For Rietveld refinements, the 
atomic positions reported by Effenberger for Rouaite  
monoclinic polymorph were  considered as starting struc-
tural model.18 Only the atomic positions within the hydrox-
ide layer were refined; nitrate anion geometry and N-O 
bonds were fixed. The atomic PDF were obtained from X-
ray total scattering data collected on a PANalytical Empy-
rean diffractometer equipped with a solid state GaliPIX3D 
detector, a focusing X-ray multilayer mirror, and an Ag 
anticathode (Kα1 = 0.5594 Å, Kα2 = 0.5638 Å). The active 
material powders or electrode paste mixtures recovered 
after various numbers of charge-discharge cycles were 
placed in glass capillaries of 0.7 mm diameter. An empty 
capillary of the same type or only filled with electrode 
additives were measured in the same way for background 
subtraction. Data were recorded over the 1-145° 2θ range, 
which corresponds to an accessible maximum value for the 
scattering vector Q max of 21.4 Å−1. Data merging, back-
ground subtraction, and Kα2 stripping were done using 
HighScore Plus software provided by PANalytical Corpora-
tion. It was also used to generate corrected and normalized 
total scattering structure functions S(Q).  Finally, the PDF 
or G(r) were calculated from the Fourier transforms of 
S(Q) truncated at 21 Å−1. The program PDFgui was used to 
extract local structural information from the measured 
PDF.19 As starting models, we considered the structural 
data reported by Smura et al.20 for Cu2O (COD 1010941), 
Fortes et al.21

 for Cu (COD 4105040) and Skapski et al.22
 for 

Cu(II)2(O2CCH3)4.2H2O. Scanning electron microscopy 
(SEM) images were recorded using a JSM-7500F field-
emission scanning electron microscope operating at an 
acceleration voltage of 3 kV. Samples to be imaged were 
mounted on conductive carbon adhesive tabs and coated 

with a gold thin layer. Infrared spectra were recorded in 
transmission mode using the KBr pellet technique (2 wt. 
%) with a Nicolet 5700 spectrometer from Thermo Scien-
tific over the wavenumber domain of 400 to 4000 cm−1 
with a scan number of 128 at a resolution of 4 cm−1. 
Thermogravimetric analysis (TGA) under air flow in the 
temperature range of 25−1000 °C with a linear tempera-
ture ramp of 5 °C min−1. Surface areas were determined 
from the BET analysis of nitrogen adsorption isotherms 
recorded at 77 K using a Micromeritics ASAP 2020. 

  Electrochemical Measurements. The electrode pastes 
were prepared mixing LHS/SG/PTFE in a 60/30/10 wt. % 
ratio. The obtained pastes were dried in the oven at 60°C, 
then pressed under 5 tons on a steel grid. Cyclic voltamme-
try (CV) curves were performed using a Biologic VMP3 
with a three electrode setup with LSG/SG/PTFE as a work-
ing electrode, Ag/AgCl (KCl sat) as a reference and plati-
num as a counter electrode. The electrolyte was sodium 
acetate (1 Mol/L) in a [-1.2;1] V potential range. 

RESULTS AND DISCUSSION  

Synthesis and Morphology Analysis. The characteris-
tics of the samples and the synthesis conditions are sum-
marized in Table 1. It should be noted that US and MWHT 
methods have been used in very few of the LHS material 
synthesis reported so far and the results obtained here are 
therefore highly original. The formation of Cu2(OH)3NO3 
phases was confirmed in all cases based on XRD analysis, 
supplemented by TGA and IR analysis given in the Sup-
porting Information (Figure S1 and S2). The crystallization 
behavior of layered metal hydroxides is usually explained 
by the classical nucleation and growth model and these 
materials tend to develop 2D morphologies. Indeed, due to 
the large difference in the density of atoms between the 
stacking and lateral directions, the basal crystallographic 
planes are the dominant exposed facets (Bravais’ Law) in 
layered materials, leading to a growth in the lateral direc-
tion to form platelet-like particles.23 Here, depending on 
the synthesis method applied, particles with different 
shapes, sizes, aggregation states and different crystallinity 
were obtained. SEM images of samples representative of 
each series are displayed in Figure 1 together with XRD 
patterns. 

As a first method, we applied the hydrolysis of divalent 
metal salts in the presence of metal oxide (SO method) 
which has been known for a long time.24, 25 A weak point 
for this method is the reaction time that can be very long, 
thus explaining its underuse. In the present case, the reac-
tion was conducted over four weeks and micro sized parti-
cles were obtained with a coarse rod-like shape indicating 
a directed aggregation of primary platelet crystals in the 
stacking direction (Figure 1a). Although not discussed in 
the former studies, such anisotropic crystal growth of 
layered compounds along the stacking direction is quite 
unusual and we can attribute it to high supersaturation 
conditions which are maintained constant over a long 
period through the controlled release of metal ions from 
CuO.26, 27 These conditions also explain the very high prod-
uct yield achieved by this method, higher than 90 wt.%. 



 

 

The high purity and crystallinity of the sample enabled a 
Rietveld refinement of the XRD data (discussed later), and 
showed a structure similar to the Rouaite mineral.18 The 
second method applied was the precipitation (AP) with the 
simple addition of a hydroxide solution in an acidic aque-
ous solution containing M2+ cations and Am-counter-anions. 
This is a widely used method for preparing LHS materials 
with many parameters that can be varied such as the pH, 
the concentration of the reactants and the addition rate of 
the solution.Erreur ! Signet non défini. In the present case, the 
quick addition within a few minutes of 0.1M NaOH led to 
the formation of well dispersed platelets of submicron size 
with slightly indented contours (Figure 1b). After 96 hours 
of ageing, the presence of both very small particles and 
much bigger platelets suggests the occurrence of Ostwald 
ripening process with the slow disappearance of small 
platelets in favor of the larger ones.28 The measured prod-

uct yields confirm this mechanism with the lowest value 
obtained for AP0.1M-no ageing-RT but which increases noticeably 
upon ageing. An increase in temperature, even as low as 
40°C, produced an acceleration of this process, leading to 
micro-sized homogenous particles with better crystallinity 
as shown by the comparison of XRD data. On the contrary, 
the use of 1 Mol/L NaOH led to the formation of many 
small nuclei due to a rapid rise in pH, but which grew 
smaller and are much less crystalline, as evidenced by the 
broad character of XRD peaks. The XRD data also indicate 
the presence of impurities that do not disappear upon 
ageing and thermal treatment. In the end, the maximum 
yield achieved for these two NaOH concentrations is prac-
tically the same, in the order of 60 wt%, but with net dif-
ferences in terms of crystallinity and purity. 
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Figure 1. The variation of the morphologies and the XRD patterns of Cu2(OH)3NO3 sample series prepared according five differ-
ent synthesis methods: (a) hydrolysis of salt and oxide (SO), (b) precipitation with alkaline solution (AP), (c) urea hydrolysis 
(Urea), (d) sonochemistry (US) and (e) microwave hydrothermal treatment (MWHT) 

As a third method, urea hydrolysis was used which is less 
frequent used than the previous two for LHS materials. It is 
based on the slow hydrolysis of urea providing hydroxide 
groups for the reaction with the salt solution.29 CO2 is also 
produced which can lead to the formation of carbonate 
anions and unless it is the desired anions, this can appear 
as a contamination in the final product. We applied ther-
mal urea hydrolysis at 80°C either under reflux in an oil 
bath (UreaReflux), or combined with a hydrothermal treat-
ment in a Teflon-lined stainless-steel autoclave (UreaHT). 

As explained in the case of the LDH materials, the progres-
sive hydrolysis of urea upon heating enables nucleation to 
occur at a slow rate (low supersaturation conditions) 
which is favorable to the growth of very large platelets.29 
In the present case, platelets of several dozen of microns 
size with a sharp contour, were easily attained under re-
flux at 80°C within just 2 hours (Figure 1c). Interestingly, 
assemblies of platelets, arranged in an apparently cylindri-
cal manner (radial morphology) with ca 15–20 microns in 
diameter were obtained under hydrothermal treatment, 
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that are likely to emanate from a common nucleus. The 
highly anisotropic character of the particles is visible on 
the XRD patterns with very intense 00l basal reflections 
relative to non-basal hk reflections, for instance 120. This 
preferential orientation is prominent for the sample ob-
tained by reflux heating that also shows better crystallinity 
with very narrow XRD peaks and a good product yield, 
higher than 80 wt%. The yield is considerably decreased 
upon hydrothermal heating, lower than 30 wt% and XRD 
analysis indicates the presence of CuO. The absence of 
stirring in the autoclave vessel used and a too short heat-
ing time are likely explanatory factors. 

For the last two methods applied, urea hydrolysis was 
coupled with an ultrasonic treatment (US method), and a 
microwave-hydrothermal treatment (MWHT). Since the 
reactants and the concentrations were the same in both 
synthesis, a direct comparison can be done between these 
the two methods and urea hydrolysis described above. 
Sonochemistry has been applied very little for the synthe-
sis of LHS so far. Using a high-intensity ultrasonic horn (20 
kHz, 100/50 W.cm-2), the generation of OH° radicals by the 
sonolysis of water was reported to lead first to the for-
mation of Cu(0)/ Cu2O particles which then react with NO3- 
to form LHS copper hydroxide nitrate.30, 31 In the present 
case, a lower power intensity was applied (20 kHz, 21 W. 
cm-2) and we did not observe the formation of any reduced 
Cu species but it clearly accelerated the formation of 
Cu2(OH)3NO3 in only 3 min. Hot spots generated by acous-
tic cavitation induced homogeneous nucleation and crys-
tallization of very well-defined rectangular platelets of a 
few microns as can be seen in Figure 1d with some inter-
growth sites visible. Interestingly, by increasing the soni-
cation time, the rectangular platelets stack and align side 
by side, then fused together, as in a sintering process, lead-
ing to very large disc-shaped particles with a diameter of 
about ten microns and a thickness a few microns (US240min), 
never reported so far. One can attribute this disc shape 
outline to high velocity impacts between particles driven 
by ultrasounds.32 The synthesis yield also increases signifi-
cantly with the sonication time, reaching values compara-
ble to the AP method after a sonication time of 150 min but 
with a much higher crystallinity. The last method applied 
was microwave hydrothermal treatment (MWHT). As 
already reported in the literature, both nucleation and 
crystal growth can be considerably accelerated by combin-
ing microwave dielectric heating and hydrothermal condi-
tions due to uniform bulk heating and an increased solubil-
ity and reactivity of reactants.33 This method has never 
been applied as such to LHS synthesis so far; the only stud-
ies available concern microwave-assisted post-synthesis 
modifications of LHS.34 The reasons are probably some 
drawbacks similar to those reported by using MW for LDH 
materials ie ZnO phase formation/segregation when Zn2+ 
cations are involved, an accelerated oxidation process of 
Co2+ or Mn2+ cations…35 In the present case, we did not 
observe any contamination in the final product, even for 
long microwave irradiation times up to 240 min. While at 
60°C no product was formed, very large platelets of submi-
cron-thick and in-plane dimensions of several microns 
were obtained at 80°C for an irradiation time of only 30 
min (Figure 1e). The intergrowth of more uniform rectan-

gular platelets of tens micron wide was observed at 100°C 
after an irradiation time of 30 min, also displaying a better 
crystallinity. However, the significant reduction in synthe-
sis time is counterbalanced by very low product yields, 
lower than 10 wt%. Such a low synthesis yield is of course 
an important issue to address, by optimizing the MW field 
homogeneity, MW power, volume/stirring of reaction 
system, heating rate/ temperature/ time etc. but this was 
beyond the scope of this study. 

In addition to SEM images, BET analysis (Figure S3) was 
used to further characterize the textural properties of LHS 
materials. Nitrogen adsorption/desorption isotherms 
indicate the formation of non-porous materials with a very 
small surface area (Table 1); no hysteresis loops attributa-
ble to mesoporous interparticle pores were detected ei-
ther. The slight differences observed here only arise from 
differences in particle size and dispersion/aggregation 
state. Hence, the surface area of AP samples, composed of 
small and well dispersed particles, is larger (~10-20 m2/g) 
than that measured for the other sample series displaying 
much bigger particles (< 3 m2/g). Highly crystalline sam-
ples such as US240min, MWHT240min-80°C even have no measur-
able specific surface area. 

Structural and Microstructural Analysis. Copper hy-
droxide nitrate in its anhydrous form is known to occur in 
two polymorphic forms, orthorhombic (P212121) and mon-
oclinic (P21/m) forms that refer to Gerhardtite and Rouaite 
crystal minerals, respectively.18, 36 Both structures are de-
rived from Cu(OH)2 with strongly edge bonded Jahn-Teller 
distorted Cu2+ octahedra coordinated to six hydroxide 
anions; one-quarter of the hydroxides are replaced by 
nitrate anions, which point alternately outside the layers, 
connected through N–O bonds (Figure 2). The only differ-
ence between the two structures is in the orientation of the 
NO3 with a constrained orientation for the monoclinic 
polymorph and a free orientation in the case of ortho-
rhombic polymorph. The monoclinic polymorph is consid-
ered as a metastable phase who’s synthesis is kinetically 
favoured.31 These two polymorphs are rather difficult to 
distinguish based on XRD patterns, but one noticeable 
difference however concerns the second most intense peak 
at ca 25.77° (2) which in the case of the monoclinic poly-
morph is the contribution of two hkl reflections, i.e. 002 
and 111, leading to an XRD peak with a right shoulder, 
while in the case of the orthorhombic polymorph, a single 
peak is expected attributed to 040 (Figure 3). In the pre-
sent case, the formation of the monoclinic polymorph was 
confirmed by XRD data for all the methods of synthesis 
applied.  

 



 

 

Figure 2. Polyhedral representation of the copper hydroxide 
nitrate monoclinic structure obtained from Rietveld refine-
ment parameters for US150min sample   

Most of the samples appear to consist of pure LHS single 
phases and it was possible to perform Rietveld refine-
ments of the powder XRD data for many of them. Details 
are given in Supporting Information with refinement re-
sults in Table S1 and Figures S4, refined atomic parame-
ters in Table S2 and main distances within the hydroxide 
layers and in the interlayer space in Table S3. As an exam-
ple, the graphical output of the Rietveld refinement for 
US150 sample is displayed in Figure 3. A few remarks can be 
made for some samples, first for AP1M samples for which 
no refinement could be conducted, nor even a profile re-
finement, due to important peak profile anisotropy and the 
presence of an amorphous component that could not be 
identified but assumed to be a copper oxy-hydroxide. On 
the other hand, for Urea samples, CO2 produced by urea 
hydrolysis led to the formation of Malachit Cu2(OH)2CO3 in 
small amounts < 2 wt% and the application of the hydro-
thermal treatment resulted in the formation of CuO up to 6 
wt%. 

 
Figure 3. Graphical results of the Rietveld refinement for 

US150min sample. Experimental X-ray diffraction pattern (red 
cross), calculated pattern (solid black line), Bragg reflections 
(green ticks), and difference profile (solid blue line). The 
quality of the fit is more visible in the insets. The fitting of the 
peak at 25.77 °( 2) with the contributions of both 002 and 
111 reflections is consistent with the monoclinic polymorph. 
Low Bragg angle range (20 < 10°) was excluded from the 
refinement because it contains the strongest peak which is 
most affected by experimental errors and may strongly influ-
ence the refinement. 

The differences observed between samples in terms of 
crystallinity can be further characterized by X-ray diffrac-
tion line profile analysis which enables the size of individ-
ual perfect crystalline domains within particles to be de-
termined. Using the anisotropic spherical harmonic size 
approach, the coherence lengths along all crystallographic 
directions can be calculated. In the present case, we were 
particularly interested in the [00l] and [120] directions, 
reflecting the extent of the structural coherence length 
along the stacking direction (Lz) and in the plane of the 

hydroxide layers (Lxy), respectively. The values are re-
ported in Table 1 and indicate the initial formation of 
nanosized primary particles ranging from c.a. 25 to 200 
nm. Therefore, the (sub)micro-sized particles observed by 
SEM must be considered as polycrystalline secondary 
particles resulting from the growth by orientated aggrega-
tion of the above primary nanoparticles. It can also be 
noted that the large particles seen by SEM are made up of 
large crystalline domains. 

Interesting differences are observed concerning the 
shape anisotropy of the crystalline domains measured 
through the crystal aspect ratio Lz/Lxy of thickness to lat-
eral size. At first sight, it might be expected that particle 
morphologies would originate from crystalline domains of 
similar shape ie Lz/Lxy <1 for platelets and Lz/Lxy >1 for 
rod-like particles.  For SO and AP particles, it appears that 
growth follows the shape of the primary crystallites with a 
Lz/Lxy value of 1.6 for SO rod-shaped particles and 0.8 to 
1.0 for AP platelets. On the other hand, for the other sam-
ple series displaying Lz/Lxy values from 1.6 to 3.5, the ag-
gregative growth occurs in the opposite direction (lateral 
direction) than expected from crystalline domains (stack-
ing direction). It is thus inferred that the dominant ex-
posed facets must remain basal crystallographic planes 
(ab-planes) and crystal growth occurs in the lateral direc-
tion to form plate-like particles. 

Electrochemical behavior. The electrochemical behav-
ior of all samples was investigated using a three-electrode 
setup through cyclic voltammetry CV in 1M NaCH3COOH 
aqueous solution as an electrolyte and a wide potential 
window from -1.2V to 1V vs Ag/AgCl in order to follow all 
the transformations undergone by the material. This wide 
potential range induces a water electrolysis reaction. One 
hundred CVs were recorded for each sample with signifi-
cant peak shifts and differences in the peak area indicating 
important changes upon cycling. Even if we note some 
differences depending on the synthesis method, CV plots 
are rather similar among all samples (Figures 4 and S5). 
Copper redox peaks are clearly observed in the first scan 
attributed Cu(II)/Cu(I) and Cu(I)/Cu(0) couples. As shown 
in the case of LDH and also applies to the case of other 
layered materials, the reversible oxidation/reduction of 
the cations within the hydroxide layers induces changes in 
the interlayer space with a release of the interlayer anions 
and the intercalation of the anions electrolyte.37 A delami-
nation of the layers may also occur. 



 

 

 
Figure 4. First cyclic voltammetry for Cu2(OH)3(NO3) sample 
series, measured in 1 Mol/L sodium acetate at 10mV/s  

The discussion first focus on the CV curves of the first cy-
cle since it refers to the starting composition ie 
Cu2(OH)3(NO3). The CV curves (first cycle) at a scan rate of 
10 mV/s for representative samples of each synthesis 
method are displayed in Figure 4. Direct capacities were 
determined from these CV curves and are given in Figure 
S6. These experimental values can be compared to the 
theoretical capacity of Cu2(OH)3(NO3) calculated according 

to this equation:   
   

 
   

     

     
 where, Δx is the number of 

electrons exchanged, F Faraday constant in As/mol, and M 
the molar mass of the compound in g/mol. Thus, assuming 
a two electrons transfer, owing to the ability of copper (II) 
to be reduce to Cu metal, a theoretical capacity of 223 
mAh/g should be obtained. The best capacity at the 1st 
cycle is observed for AP samples with a value of 197 
mAh/g for AP0.1M-4days-40°C which corresponds to 88% of the 
maximum capacity expected for Cu2(OH)3(NO3) if we as-
sume that there is no contribution from water electrolysis. 
Such a high capacity close to the theoretical one supports 
the presence of bulk redox reactions not only limited to the 
surface of the material at the beginning of the cycling. 
Thus, the percentage of copper atoms affected by the elec-
trochemical process ranges from 88% for AP0.1M-4days-40°C to 
25% for SO. Interestingly, the capacities measured on the 
first cycle can be related to the size of the crystalline do-
mains determined above as shown in Figure 5 and Figure 
S7. Based on the Lz/Lxy ratio, the materials can be divided 
into three groups: those very well crystallized both in the 
in-plane and stacking directions leading to a Lz/Lxy ratio 
between 1 and 2 (Group 1); those also well crystallized but 
more in the stacking direction leading to a ratio of Lz/Lxy>2 
(Group 2), and finally those much less crystallized with 
small coherent domains in particular in the stacking direc-
tion leading to a ratio of Lz/Lxy<1 (Group 3).  

 

 Figure 5. Correlation between the capacities obtained from 
CV of first cycle and structural coherence lengths Lz and Lxy 
obtained from XRD analysis for Cu2(OH)3(NO3) sample series. 

Clearly the capacities are much higher for this latter 
group indicating an influence of nanostructure size and 
morphology on LHS electrochemical properties. The bene-
ficial effect of nanostructuration on active surface sites 
giving rise to superior electrochemical performances has 
been documented in many studies.38 Additionally, the 2D 
nanostructure morphology of AP particles is expected to 
have the highest surface to volume ratio providing even 
more active surface sites. This study of Lz/Lxy ratio also 
suggests that stacking order could have an unfavorable 
effect on the electrochemical properties. Indeed, long 
stacking coherence lengths are synonymous of stacking 
stability and we believe this results in poor diffusion prop-
erties in the interlayer space, thus preventing the anion 
electrolyte intercalation and deintercalation reactions during 
the electrochemical process.39 

Cycling stability measurements for up to 100 cycles show 
the influence of the average apparent size of the crystalline 
domains on the capacity stability and the occurrence of 
phase transformation (Figure S8). Thus, small particles 
such as AP particles show a rapid loss of capacity in the 
initial cycles (80 % capacity loss after 100 cycles for AP) 
while larger particles show a more gradual capacity de-
crease. Yet, after 100 cycles, all the samples tend to the 
same capacity of ca 40 mAh/g. It is believed that the small 
particles with a large interfacial area provide more active 
sites which in return accelerate phase transformation. 
Additionally, an electrochemical grinding from the edges of 
the particles to the core. The same phase transformation 
occurs in all samples during electrochemical cycling but is 
delayed depending on the particle size. US and MWHT 
samples belonging to the Group 1 Lz/Lxy ratio between 1 
and 2 and displaying large particle sizes can represent a 
good compromise between capacity and cycling stability 
retaining up to 30% and 40 % respectively of their original 
capacity at 100 cycles. 



 

 

 

Figure 6. Evolution of Q/Qmax depending on scan rate for 
Cu2(OH)3(NO3) sample series, measured in 1 Mol/L sodium 
acetate at 1st cycle. 

By varying scan rate in cyclic voltammetry and by plot-
ting the evolution of the Q/Qmax ratio with Qmax the capacity 
obtained at 1mV/s (Figures 6 and S9), it is possible to 
distinguish the impact of morphology on capacity. These 
data clearly indicate that the electrochemical process is not 
purely controlled by the surface and that the electrochemi-
cal reaction is diffusion limited, because at high scan rates 
(50 mV/s), less than 10% of Qmax was reached for all syn-
thesis. But AP sample provides 93% of Qmax at 10mV/s in 
comparison with SO sample which give 62%. That is a 
direct consequence of morphology and nanostructuration.  

Phase transformations during cycling. Structural 
changes that occur during cycling were investigated 
through X-ray pair distribution function analysis carried 
out on SO sample recovered after 1, 10, 100 and 500 com-
plete cycles and at 0V vs Ag/AgCl (Figure 7). PDF, as a total 
scattering technique, probes both the crystalline and 
amorphous phases and is an interesting tool in structural 
evolution study of electrode materials.40 Using PDFgui 
software we were able to extract quantitative structural 
information. It was thus shown that Cu2(OH)3(NO3) rapidly 
undergoes transformation into cuprous oxide Cu2O (cycle 
10). Then, the disproportionation reaction of Cu(I)2O in 
acetate electrolyte can easily explain the formation of the 
dimeric copper(II) acetate monohydrate 
Cu(II)2(O2CCH3)4.2H2O as observed at cycle 100 and also 
the formation of Cu(0) clearly visible at cycle 500. The 
compositions of the electrode materials in weight % de-

duced from PDF modelling are the following: 100% Cu2O 
(cycle 10), 36% Cu2O – 64% Cu acetate (Cycle 100) and 
51% Cu2O – 15 % Cu- 34% Cu acetate (Cycle 500).  

The changes in pH were measured during cycling (Figure 
S10) and it is quite interesting to note that the pH values 
measured at potential values -1.2, 0 and 1V vs Ag/AgCl on 
successive CV cycles for SO sample and placed on the 
Pourbaix diagram of Cu-H2O-acetate (Figure S11) allow a 
better understanding of material transformations and PDF 
results. This allows us to propose the following sequence 
of reactions (equations 1–4). The present system is, how-
ever, a very heterogeneous solid system, composed of 
domains more or less exposed to the electrochemical pro-
cess which departs from the ideality of Pourbaix's diagram. 
First, it is worth noting that the stability of Cu2(OH)3(NO3) 
in 1M sodium acetate at pH 8.2 was checked over a period 
of 24 h (Figure S12). After 10 cycles, all the LHS is reduced 
according to Equation1. This first hypothesis is supported 
by the increase of pH following to the release of hydroxyl 
group in the solution. Then, the Cu2O is reduced to Cu met-
al at negative potentials based on Equation 2. At around -
0.8V vs Ag/AgCl water reduction occurs following Equa-
tion 3, also accompanied by a release of OH- species. In 
addition, Figure 8 clearly shows hydrogen evolution from 
0.8V vs Ag/AgCl after 10 cycles. This hydrogen evolution 
decreases with more cycles, probably due to passivation of 
the copper, or there is no more copper formation. 
                                

            (1) 

                           (2) 

                        (3) 

On the return scan, as the applied potential becomes 
positive, the transformation of copper metal to cuprous 
oxide is observed first at -0.2V vs. Ag/AgCl). We did not 
observe the transformation of cuprous oxide to cupric 
(expected according Pourbaix’s diagram) in the potential 
range between 0.15 to 1 V oxide takes place.  After a few 
dozen cycles, in particular at 50th cycle, a new phase ap-
pears which is Cu(II) acetate Cu(II)2(O2CCH3)4.2H2O. We 
can draw a parallel between our results and the study 
reported by Karantonis and al.41 on the anodic oxidation of 
copper. The formation of cuprous oxide on the electrode 
surface was followed by extensive dissolution mainly in 
the potential region where Cu(II) monoxide layers is likely 
to be formed. It was also established that the role of ace-
tate ions is not limited to the adjustment of the pH but are 
also involved in the formation of basic copper acetate 
Cu(II)2(O2CCH3)4.2H2O. 
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Figure 7. (a) PDF data electrode materials for SO sample after 1, 10, 100 and 500 complete CV cycles. (b) Fitting of the very local 
structure 1.5 <r<10 Å: experimental data are red stars, fits are black curves and the difference is below in blue. 

If we return to the CV curves (Figure 8), at the 100th cy-
cle, three reductions peaks (-0,25V; 0,5V and -0.88V) and 
two oxidation peaks (-0,62V and -0.44V) are observed that 
can be attributed to Cu(0)/Cu(I) and Cu(I)/(Cu(II) transi-
tions. At the 250th cycle, we observe a net increase in the 
cathodic peak current densities and two anodic at -
0,23Vand -0.55V indicating a change in the proportion of 
the phases. At 500th a single reversible redox peak is 
measured at -0.25V and -0.52V attributed Cu(II)/Cu(I) 
transition. The capacity loss is important during the first 
50 cycles and then stabilizes around 40 mAh/g (Figure S6). 
This decrease of capacity is direct consequence of phase 
transformation together with electrochemical grinding. We 
also assume that part of the material transformed into Cu 
metal is no longer subject to reversible redox processes. 
Finally, regardless of the method of synthesis of 
Cu2(OH)3(NO3), the similar capacity values observed at the 
100th cycle all around 40 mAh/g strongly suggest a similar 
phase mixture i.e [(Cu2(OAc)4.2H2O)1-x-y(Cu)x (Cu2O)y]. After 
a high number of cycles, the electrochemical grinding is 
likely to annihilate the initial microstructural and morpho-
logical differences. 

 

Figure 8. cyclic voltammetry of 10, 50, 100, 250 and 500th 
cycles of Cu2(OH)3(NO3) SO sample at 10 mV/s in 1 Mol/L 
sodium acetate. 

CONCLUSION 

In this study, we first explored different methods of syn-
thesis for the preparation of Cu2(OH)3(NO3) LHS, of which 
two methods, the sonication and microwave methods, are 
original. Significant effects were observed on the 
nanostructure size and particle morphology and compre-
hensively investigated including the determination of the 
structural coherence lengths along the stacking direction 
(Lz) and in the plane of the hydroxide layers (Lxy). The 
electrochemical activity of Cu2(OH)3(NO3) was examined 
by cyclic voltammetry and clearly shows a beneficial effect 
of nanostructuration on the capacities measured on the 
first cycles. Those recorded for nanostructured submicron 
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AP particles displayed the smallest crystalline domains 
and reached nearly 90% of the theoretical capacity for a 
two-electron redox process with a capacity of 197 mAh/g 
(assuming there is no water electrolysis). Unfortunately, 
the electrochemical stability of this compounds is poor and 
the capacity rapidly drops, which makes it unsuitable for 
any storage application at this stage. 

It was also shown that stacking order would have an ad-
verse effect on the electrochemical properties, by limiting 
the access of the electrolyte to the interlayer space. On the 
other hand, cycling stability is more dependent on particle 
size and for this reason, US and MWHT samples formed of 
nanosized crystalline domains, but agglomerated in mi-
cron-sized particles, may represent a good compromise 
between capacity and cyclability. The loss of capacity is 
mainly attributed to successive phase transformations into 
Cu2O, Cu metal and copper(II) acetate as evidenced by PDF 
analysis performed on electrode materials after repeated 
cycling. This probably contributes to an electrochemical 
grinding which is why all the samples tend to the same 
capacity of ca 40 mAh/g after the 100th cycle.  

SUPPORTING INFORMATION 

FTIR spectra, TGA curves, BET analysis, Rietveld refine-
ments results of PXRD data, cyclic voltammetry curves, 
capacity evolution curves, measurement of pH changes and 
Cu-H2O-acetate Pourbaix diagram are available in support-
ing information files. 
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ide nitrate nanostructures.  

Julien Sarmet, Christine Taviot-Gueho,* Rodolphe Thirouard, Fabrice Leroux, Camille Douard, 
Insaf Gaalich, Thierry Brousse, Gwenaëlle Toussaint and Philippe Stevens 

 

 

 

Using different methods of soft chemical synthesis, including microwave and ultrasound methods, it was possible to modu-
late the nanostructure and particle size of Cu2(OH)3(NO3) LHS, and to observe the effects on the electrochemical capacity 
and cyclability of that material. 

 


