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Abstract: Bio-sourced Zeolite-Templated Carbons (ZTCs) were 

achieved through the use of glycerol as carbon source. A systematic 

study of the textural and chemical properties is presented on ZTCs 

achieved at synthesis temperatures between 300 °C and 800 °C. 

Textural properties are importantly impacted through increasing 

synthesis temperature. ZTCs featuring high textural quality were 

synthesized at temperatures as low as 400 °C. Oxygen content was 

further found to be importantly impacted by the synthesis 

temperature. This latter plays a crucial role when materials are 

functionalized with thiourea, as high oxygen content allows for 

maximizing the incorporation of N and S in the ZTC. Functionalized 

bio-sourced ZTCs allowed for achieving unparalleled ORR activities 

and hydroxyl selectivities when compared to other functionalized 

carbon materials such as graphene-based catalysts.  

Introduction 

The production of bio-derived glycerol has been steadily growing 

over the past 20 years and production exceeds currently global 

demand by a factor of six.[1] This explains the quest for sound 

glycerol valorization strategies. Numerous approaches aim at 

the conversion of glycerol for the production of added-value 

chemicals and fuels. Catalytic strategies based on steam 

reforming, aqueous phase reforming, dry reforming, 

hydrogenolysis and selective oxidation are largely covered 

topics in the scientific literature.[2]   

The development of biomass-derived carbon materials is 

currently one of the hot topics in advanced materials design.[3] 

The use of lignocellulose-derived precursors[4] or tannins[5] is 

widely studied for the production of sustainable materials with 

defined textural properties. The transformation of glycerol into 

added-value materials has only scarcely been reported. A 

limited number of reports present the development of activated 

carbons from glycerol.[6-8] Gonçalves et al.[9] recently reported 

the use of crude glycerol for the synthesis of activated carbons, 

which proved promising for the development of bio-derived 

supercapacitor electrodes.  

Activated carbons yet feature highly disordered structures of 

cross-linked, randomly packed graphene sub-units and hence 

present unstructured porous topologies.[10] Since the beginning 

of the current century a new class of carbon materials was 

disclosed and named Zeolite-Templated Carbons (ZTCs).[11] The 

first synthesis of high quality ZTC was described using a two-

step method in which the zeolite is firstly impregnated with 

polymer, and secondly followed by chemical vapor deposition of 

a gas.[12] Later, a one-step method was described allowing the 

formation of high-quality ZTC through the use of ethylene or 

acetylene, which diffuse and polymerize within the microporous 

network of a sacrificial zeolite.[13,14] After carbon formation within 

the zeolite the template is dissolved and the ZTC is recovered.  

ZTCs are a negative copy of the zeolite texture and hence 

feature tailored porous topologies. They have been described as 

3D graphenes.[15] The combination of excellent electrical 

conductivity and unparalleled textural properties makes ZTCs 

very promising for the design of energy conversion and storage 

devices.[16-20] 

The use of alternative carbon sources for the synthesis of ZTCs 

was recently proposed.[21, 22] Oxygen containing hydrocarbons, 

such as methanol, ethanol, isopropanol, acetone, 

tetrahydrofuran, and diisopropyl ether were tested in the 

synthesis of ZTCs by Ryoo and co-workers.[23] The authors 

found that these lead to the generation of olefins at the applied 

synthesis condition, i.e. 650-700 °C. It is these olefins that then 

react within the zeolite microporosity and allow for the formation 

of the carbon skeleton.      

In the present contribution we firstly study the synthesis of bio-

sourced ZTCs from glycerol synthesized in the temperature 

range from 300 to 800 °C. The use of glycerol permits the 

synthesis of structured ZTCs even at temperatures as low as 

400 °C. The thorough characterization of the hybrids 

(zeolite/carbon) and pure carbons allowed to assess that the 

synthesis temperature importantly impacts textural and chemical 

properties. After functionalization with thiourea the bio-sourced 

ZTCs allow for conspicuous ORR activities. 

Results and Discussion 

Characterization of the hybrid materials 
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The structural packing density (SPD) gives the amount of 

carbonaceous material per unit of zeolite mass and can be 

calculated from the TGA mass loss curves of the hybrid 

materials. The SPD increases from 0.16 to almost 0.32 gC gZ
-1 

for the hybrids achieved at 300 and 500 °C, respectively (Figure 

1a). This suggests that at 300 °C the zeolite is only partially filled 

with carbonaceous compounds. Values of SPDs from 0.30 to 

0.34 gC gZ
-1 are typically observed for hybrid materials leading to 

high quality ZTCs achieved from ethylene in FAU structured 

zeolites.[24] With increasing synthesis temperature the SPD 

slightly decreases to reach 0.27 gC gZ
-1 at 800 °C. It is further to 

note that the mean temperature of combustion is impacted by 

the synthesis temperature (Figure 1b). From 300 to 500 °C the 

mean temperature of combustion decreases slightly from 540 to 

532 °C, respectively. This value increases thereafter importantly 

and reaches 565 °C for the material achieved at 800 °C. This 

variation in the value for the mean combustion temperature 

indicates that the carbon synthetized at higher temperatures 

presents a higher degree of condensation of the carbonaceous 

species in the zeolite channels.[25]   

 
Figure 1. Evolution of SPD (a) and mean temperature of combustion (b) as a 
function of the synthesis temperature.  

 

From the nitrogen physisorption isotherms at 77 K it is possible 

to observe that only the hybrid achieved at 300 °C presents 

incomplete zeolite micropore obstruction (Figure 2a). The 

sample features a remaining micropore volume of 0.10 cm3 g-1, 

hence 62% of the zeolite micropore volume is blocked. For 

hybrids achieved above 400 °C the entirety of the micropore 

volume is inaccessible to nitrogen. It is interesting to note that 

hybrid  
Figure 2. Nitrogen physisorption isotherms at 77 K (a) and apparent density 
as a function of the synthesis temperature (b). Color code: template USY 
zeolite (black hollow symbols), 300 °C (black symbols), 400 °C (red symbols), 
500 °C (blue symbols), 700 °C (green symbols) and 800 °C (purple symbols). 

 

 

 

materials present, independently of the synthesis temperature, a 

similar apparent density of the carbonaceous phase between 1 

and 1.1 gC cm-3 (Figure 2b). This finding indicates similar 

topology of the carbonaceous species forming within the zeolite 

micropores.     

 

Characterization of the carbon materials  

From the nitrogen physisorption isotherm of the ZTC-300 

sample it is interesting to observe that the desorption branch 

does not loop the adsorption branch at the relative pressure of 

0.43 (Figure 3a). This is classically observed for not fully cross-

linked polymers and can be ascribed to deformation/swelling of 

the network during adsorption.[26] This hence indicates that the 

carbon skeleton is not fully condensed at 300 °C. For higher 

synthesis temperatures this phenomenon is much reduced, 

suggesting that the carbon skeleton presents higher rigidity.  

The micropore volume is lowest for the ZTC-300 material 

(0.65 cm3 g-1) (Figure 3b, Table S1). Likewise this sample does 

not allow for observing any peaks in the XRD powder pattern, 

indicating that no structural long-range order is present in this 

sample (Figure 3c). For carbons achieved at 400 °C (ZTC-400 

sample) and above the 

micropore volume 

amounts to approximately 

1 cm3 g-1 and for all the 

samples a characteristic 

XRD peak at 

approximately 6.5° 

2can be observed which 

corresponds to the channel-

to-channel structure of the 

zeolite template.[27] The 

position of the peak shifts 

from 7.0° at 400 °C to 6.4° 

2at 700 and 800 °C, 

indicating expansion of 

the pore-to-pore distance 

in the ZTC with increasing 

synthesis temperature.  

Similar can be inferred 

from the NLDFT pore size 

distribution (Figure S5).  

The absence of a peak at 

approximately 25° 2in the 

XRD patterns indicates the 

absence of extra ZTC 

carbon on the external 

surface. This confirms the 

good quality of the ZTCs 

obtained using glycerol as 

carbon source. 

 

Figure 3. Nitrogen physisorption isotherms at 77 K (a). Evolution of the 
micropore volume as a function of the synthesis time (b). X-ray diffraction 
patterns of materials achieved at different temperature (c). Color code: 300 °C 
(black), 400 °C (red), 500 °C (blue), 700 °C (green) and 800 °C (purple). 
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Figure 4. SEM images of ZTCs achieved at different synthesis temperatures. 

The SEM images allow to observe that for all synthesis times 
replicas of the zeolite morphology are achieved. By closer 
observing the sample achieved at 300 °C one can note that the 
edges of the particles are smoother than for samples 
synthetized at higher temperatures (Figure 4). Further insights 
on the texture were achieved from TEM, which allows for the 
observation of individual particles that present similar textural 
properties compared to the template zeolite (Figure 5). For the 
sample achieved at 300 °C (ZTC-300) unstructured 
microporosity can be observed. It is further interesting to note 
the absence of mesoporosity for this sample. The low SPD and 
the incomplete filling of the zeolite microporosity suggest that 
these mesopores are probably lost during the zeolite dissolution 
process by the reaction of radical polyaromatic species.[25] This 
hence indicates that the carbon species developing at 300 °C 
rather consist of smaller, uncondensed polyaromatic 
hydrocarbons. The TEM images of the ZTC-400 sample present 
the morphological features of the zeolite and the transcription of 
steamed mesopores. The high resolution TEM image of this 
sample allows for observing long-range structured microporosity. 
The TEM image of the ZTC-800 material allows to observe next 
to the carbon particles resulting from the zeolite templating the 
presence of turbostratic carbon.[28] This high temperature 
synthesis hence leads to the presence of extra-ZTC carbon 

species.   
Figure 5. TEM images of ZTC-300 (scale bars from right to left: 200, 100 and 
20 nm), ZTC-400 (scale bars from right to left: 500, 50 and 20 nm) and ZTC-
800 (scale bars from right to left: 500, 100 and 10 nm).  

 
The zeolite dissolution allows to remove the entirety of inorganic 
species from the carbon compounds. The TGA curves present 
complete weight loss, indicating full oxidation of the 
carbonaceous species extracted from the hybrid materials  

 
 
 
 
(Figure S4). The mean temperature of combustion presents a  
similar tendency as for the hybrid materials. Its value is minimal 
for ZTC-500 and maximal for ZTC-800 and amounts to 515 and 
558 °C, respectively (Figure 6). This suggests that the carbons 
achieved at temperature below 500 °C present a higher oxygen 
content, whilst carbons prepared at higher temperatures present 
a higher degree of condensed aromatic cycles.[29] 

 

 

Figure 6. Mean temperature of 
combustion of ZTCs synthetized 
at different temperatures.    

 

 
 
 

In the synthesis of ZTCs using glycerol as carbon precursor, 
glycerol was directly injected to the reactor at the target 
temperature. Hence, transformation of glycerol as a function of 
the temperature probably occurs. Dou et al.[30] studied the 
thermal degradation of glycerol under nitrogen atmosphere by 
TGA. Complete degradation was observed for pure glycerol in a 
temperature range of 130 to 250 °C. The authors studied the 
composition of the degradation products by FTIR and reported 
the presence of compounds containing C=C and C=O bonds 
next to H2O, CO2 and CH4 in the outflow. The pyrolysis of 
glycerol in the range of 650 to 700 °C has been described by 
Dalai and co-workers.[31] The authors detected the presence of 
essentially CO, H2, CO2, CH4 and C2H4. It can hence be 
assumed that degradation products presenting olefinic and 
carbonylic functions constitute the precursor mixture of the 
carbons achieved at temperature below 400 °C. At higher 
syntheses temperatures (500 °C and above) it can be assumed 
that the carbons are majorly formed from ethylene. This is 
confirmed by the C/H and the C/O ratios of the carbons 
(Figure 7). Indeed, the C/O ratio increases from 9 to 17 for ZTC-
300 and ZTC-800. The materials achieved at lower synthesis 
temperatures present thus a higher degree of oxygenated 
carbon. The C/H ratios only little evolve as a function of the 
synthesis temperature from 3.0 to 4.5, indicating a higher degree 
of condensed carbon skeleton with increasing temperature.  

Figure 7. Atomic C/O (a) and C/H ratio (b) of ZTCs as a function of the 
synthesis temperature. 
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To further investigate the chemical nature of the samples 
Raman spectra were recorded at 532 nm (Figure 8a). Three 
features can be distinguished in the Raman shift range between 
1100 and 1700 cm-1 and are ascribed to the G, D and S bands. 
The G band can be related to the vibrational modes associated 
with the asymmetric stretching of all sp2 carbon atoms in the 
sample, while the D band is attributed to the breathing mode in 
aromatic rings.[32-34] The G band is centered at 1600 cm-1 for all 
samples, which is a typical value for large polyaromatic 
hydrocarbons or nanocrystalline graphite.[35] It is interesting to 
note that the D band position is impacted by the synthesis 
temperature and red-shifts for materials achieved with 
increasing temperature (Figure 8b). This suggests that the 
cluster size of polyaromatic entities increases with increasing 
temperature,[36] which might hint the presence of sp3 carbons in 
samples achieved at lower temperatures. The apparition of the S 
band in all of the samples is related to the topology of the carbon 
species that can develop in zeolite pores and are composed of 
elongated polyaromatic units, and is typically observed in rylene-
type molecules or carbon nanoribbons.[16,28] The intensity ratio of 
the D and G bands increases slightly with increasing synthesis 
temperature, indicating a higher degree of edges in carbons 
achieved at higher temperatures (Figure 8c). A similar tendency 
is observed for the intensity ratio of S and G bands, which 
suggests a higher amount of condensed aromatic units with 
pseudo one-dimensional D2h point symmetry.[37] 

 

 

Figure 8. Raman spectra of materials synthesized at different synthesis 
temperatures (a). Raman D band position (b) and ID/IG and IS/IG intensity ratios 
as a function of the synthesis temperature (c).  Color code: 300 °C (black), 
400 °C (red), 500 °C (blue), 700 °C (green) and 800 °C (purple). 

 

Chemical evolution of materials was further studied through 
XAES (Figure S6). From the first derivative of Auger CKLL peak 
the energy difference between the positive and negative 
maximum can be measured, which allows to calculate the D 
parameter (DP) value (Table S2). From this latter the sp2/sp3 
ratio of carbons can be estimated,[38,39] and amounts to 0.80, 
0.83 and 0.87 for ZTC-300, -400 and -800, respectively. Similar 
information can be deduced from the C1s photoelectron peak 
position, which are centered at 284.78, 284.65 and 284.48 eV 

for ZTC-300, -400 and -800, respectively (Figure S7). Pure 
graphene features a characteristic C1s peak at 284.40 eV 
(aromatic sp2 carbon), whilst for graphene presenting structural 
defects and higher hydrogen content the peak shifts to higher 
binding energies.[40] Hence, the shift to lower energies with 
growing synthesis temperature indicates decreasing sp3 
character of the sample. The evolution of C/O ratio observed 
from XPS is in agreement with what was deduced from 
elemental analysis, even if absolute values are higher in XPS 
(Table S3).  
 
 
Functionalization of carbon materials with thiourea 
Glycerol derived ZTCs were treated with thiourea with the aim to 
functionalize them with nitrogen and sulfur atoms. The textural 
properties are slightly impacted by the treatment and a reduction 
of the equivalent BET surface area and of the micropore volume 
of 5% was observed for all samples. No impact of the XRD long 
range order was observed upon functionalization. It appears that 
the oxygen content in the ZTCs plays a crucial role in the 
concentration of N and S atoms in functional materials (Table 
S2). Approximately 10at% and 4at% of N and S were detected 
by XPS, for ZTC-300-TU and ZTC-400-TU, which both feature a 
rather high amount of oxygen in the unfunctionalized samples 
(ZTC-300 and ZTC-400). By revenge, ZTC-800, which features 
a low amount of oxygen only permits for the functionalization 
with 2.6 and 1.8at.% of N and S, respectively. This hence 
indicates that N/S insertion requires the presence of oxygenated 
groups at the surface of the carbon backbone. Furthermore, 
after thiourea doping the C/O atomic ratio strongly decreases for 
all samples (Table S3). This could result from the substitution of 
some carbons with S and/or N atoms during the thermal 
treatment performed at 700 °C in the presence of thiourea.  
To gather further information concerning the speciation of N and 
S atoms in thiourea-doped samples, XPS spectra of the S2p and 
N1s regions were recorded (Figure 9a). N1s spectra recorded 
with thiourea-doped ZTC materials were decomposed using four 
photopeaks, which are respectively assigned to pyridinic 
nitrogen (located at ca. 398.2 ± 0.1 eV), pyrrolic nitrogen 
(located at ca. 399.9 ± 0.1 eV), graphitic nitrogen (located at ca. 
401.8 ± 0.5 eV) and oxidized nitrogen species (located at ca. 
404.5 ± 0.5 eV).[41] This latter contribution may be attributed to N 
atoms bonded with two C atoms and one O atom.[42]From values 
reported in Table S4, it can be observed that the speciation of 
nitrogen only slightly depends on the ZTC synthesis temperature. 
For all materials, pyrrolic and pyridinic groups are mainly 
encountered. The main evolution concerns graphitic speciation 
with 7.8, 10.8 and 12.8atN.% for ZTC-300, ZTC-400 and ZTC-
800, respectively. In addition, no covalent bond between 
nitrogen and sulfur atoms could be detected.  
The high resolution spectrum of S2p region can be decomposed 
using multiple lines (Figure 9b). Two major peaks are located at 
ca. 163.9 and 165.1 eV, which represent the S2p3/2 and S2p1/2 

doublet, with spin orbit splitting at ca. 1.2 eV. This doublet is 
associated with the presence of C-S like groups (C-S-C and C-
S-H groups).[43,44] The contribution at higher binding energy can 
be ascribed to the presence oxidized S atoms bounded to 
carbon atoms (-C-SOn-). As described in Table S5, C-S-X (with 
X = C or H) functionalities are the most abundant speciation for 
sulfur atoms whatever the considered sample. It can be however 
noticed that for ZTC-800-TU a higher amount of C-S-X groups 
can be distinguished.  



    

5 

 

0.2 0.4 0.6 0.8 1.0
-4

-3

-2

-1

0

0.2 0.4 0.6 0.8 1.0

0.0

0.1

0.2

 

j d
is

k
 (

m
A

.c
m

-2 g
e

o
)

E vs. RHE (V)

 ZTC-300  ZTC-300-TU

 ZTC-400  ZTC-400-TU

 ZTC-800  ZTC-800-TU

 Pt/C         rGO-TU

 

 

j ri
n

g
 (

m
A

.c
m

-2 g
e

o
)

300 400 500 600 700 800
0.6

0.7

0.8

0.9

ZTC

ZTC-TU 

rGO-TU

E
1
/2

 v
s
. 
R

H
E

 (
V

)

Temperature (°C)

a

b

 

Figure 9. N1s (a) and S2p (b) XPS spectra of ZTC-300-TU, ZTC-400-TU, 
ZTC-800-TU. 
 

 
Electrocatalytic tests 
Polarization curves were recorded at 1600 rpm for each ZTC-
based catalyst (Figure 10). Measurements with Pt/C and rGO-
TU (i.e. reduced graphene oxide functionalized with thiourea in 
the same way as for the ZTCs) were realized as reference 
catalysts.  
As far as the unfunctionalized ZTC samples are concerned, the 
synthesis temperature greatly affects the ORR activity (Figure 
10a). The half wave potential increases from 0.66 to 0.82 V vs. 
RHE for ZTC-300 and ZTC-800, respectively (Figure 10b). Two 
different phenomena are responsible for the observed difference 
in activity. Firstly, the material synthesized at 300 °C (ZTC-300) 
is not fully condensed, which most probably affects the electrical 
conductivity of the material. In addition, ZTC-300 presents a low 
microporous volume (0.65 cm3 g-1), hence the active surface 
area is lower than for ZTC-400 for which a microporous volume 
of around 1 cm3 g-1 was calculated. ZTC-800 material presents a 
rigid carbon skeleton mainly composed of sp2 hybridized carbon 
atoms with high micropore volume. The sample moreover 
features turbostratic carbon on the external surface, which 
favors electrical conductivity.  
The doping with thiourea improves the ORR activity of materials 
synthesized at 300 and 400 °C (ZTC-300-TU and ZTC-400-TU), 
(Figure 10). The interplay between nitrogen and sulfur atoms is 
known to allow for increasing the spin and charge densities of 
graphene networks, thus enabling a large number of carbon 
atoms to become active sites.[45] The first synthesis step involves 
a heat treatment at 300 °C and 400 °C, respectively. During the 
second step, the doping with N and S atoms is performed at 
750 °C. This step does not only engender the insertion of 
heterotatoms in the carbon backbone but also probably implies 
an increase in the graphitization degree of the carbon backbone. 
This is probably responsible for a higher electronic conductivity 
and thus for an improved charge transfer. This strongly 
enhances the reaction kinetics and thus the half-wave potential 
is shifted towards higher electrode potentials for ZTC-300-TU 
and ZTC-400-TU catalysts in comparison with ZTC-300 and 
ZTC-400 materials. For these two materials, the chemical 
composition, the amounts of sulphur and nitrogen atoms as well 
as their speciation are rather similar as shown by XPS 
measurements. For these two materials, half-wave potentials of 
0.79 and 0.81 V vs. RHE were measured, which indicates that 
chemical functionalization allows to overcome low structural and 
textural quality in ZTC materials. The ORR activity of ZTC-800 is 
very similar to the one of ZTC-800-TU material (for both a half-
wave potential of 0.82 V vs. RHE), probably in reason of the low 
amount of S and N atoms inserted in the carbon backbone (see 
XPS results). Moreover, the second step (enabling S and N 

insertion in the carbon backbone) is performed at a temperature 
lower than 800°C (i.e. 750 °C). The  
 
Figure 10. a) RRDE polarization curves recorded with all ZTC-based catalysts 
and Pt/C reference catalyst. b) Half-wave potential measured on polarization 
curves recorded in Figure a. The half-wave potential obtained with rGO-TU 
catalyst is shown for comparison.  

 
 
graphitization degree of the ZTC backbone is in this case is thus 
not affected by the second heat treatment. Thus the electronic 
conductivity of ZTC-800-TU and ZTC-800 samples must be 
close from each other. The activity of N,S functionalized ZTC 
materials is higher to that observed for the N,S-doped reduced 
graphene oxide sample (rGO-TU) and close to the activity of a 
reference Pt/catalyst (half-wave potential of 0.85 V vs. RHE). 
This catalyst is also one of the most efficient N and/or S-doped 
carbon-based catalysts reported to date (see Table S6). This 
highlights the interest in using ZTC-based catalysts as ORR 
catalysts, with respect to doped graphene-based samples, which 
suffer from sheet stacking.[46,47] From RRDE experiments 
complementary information on the selectivity of the reduction 
process was obtained. The percentage of peroxide species 
formed during ORR as well as the number of electrons 
exchanged per oxygen molecule were determined from  
measured disk and ring currents (Figure 11). The hydroxyl 
selectivity of the reduction process is greatly improved after the 
insertion of nitrogen and sulfur atoms into the carbon backbone. 
For all N,S-doped ZTC catalysts, the amount of peroxide 
produced during the reduction process remains lower than 20%, 
and even below 12% for ZTC-800-TU in the whole potential 
range. This indicates that dual doping with nitrogen and sulfur 
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atoms plays a critical role in directing the oxygen reduction 
process toward the four-electron pathway.  
Highest hydroxyl selectivity was observed for ZTC-800-TU, 
which might be associated to the higher number of graphitic N 
atoms (see XPS results). Finally, in this latter sample it is mostly 
probable that charge delocalization allows tuning the 
chemisorption mode of the O2 molecule, favoring the side-on 
adsorption mode and thus facilitating the four-electron 
pathway.[48] It is worth to note that the number of electrons 
exchanged per oxygen molecule and thus the hydroxyl 
selectivity of ORR is higher for ZTC-800-TU than for the 
graphene-based rGO-TU sample.  

 

 

 

 

 

 

 

 

 

 

 
 
 
 

Figure 11. Number of electrons transferred per oxygen molecule (top) as well 
as fraction of peroxide formed during the reduction process (bottom). 
Calculations were done according to equations 2 and 3 using results shown in 
Figure 10a. Results obtained with Pt/C and rGO-TU materials are shown for 
comparison. 

 

Conclusion 

The synthesis of ZTCs using glycerol as carbon source was 
studied using synthesis temperatures from 300 to 800 °C. The 
textural and chemical properties were importantly impacted by 
the synthesis temperature. At 300 °C carbon materials without 
microporous long-range order were achieved featuring a flexible 
carbon network. At 400 °C high quality ZTCs featuring structured 
microporosity and high sp2 carbon hybridization of the skeleton 
could be obtained. Materials synthesized at 800 °C present 
turbostratic carbon on the external surface of the ZTC. High 
ORR activity was observed even for unfunctionalized ZTC 
synthesized at 800 °C, yet with low selectivity towards the four-
electron process. Nitrogen and sulfur functionalization of ZTCs 
was achieved through thiourea treatment. The amount of S and 
N functionalization was evidenced to depend on the oxygen 
content of the ZTC. ORR activities were substantially improved 
after functionalization even for the material synthetized at 300 °C. 
High quality N,S functionalized ZTCs derived from glycerol 
allowed for achieving superior ORR activity and hydroxyl 
selectivity in comparison to functional graphene-based materials. 
To complete this study, stability tests have to be performed and 
an in-depth analysis of structural changes affecting both the 
carbon backbone and the speciation of heteroatoms under 
working conditions should be performed.  

Experimental Section 

Materials 
Glycerol (Sigma Aldrich, >99%), hydrofluoric acid (49% in water, Fisher 
Scientific), sodium bicarbonate (Sigma Aldrich, 99%), boric acid (Sigma 
Aldrich, 99%), nitrogen (99.995%, Air Liquide), thiourea (Sigma Aldrich, 
99%) were purchased and used as received. 
Synthesis of ZTC using glycerol 
A similar reactor as previously described was used for the synthesis of 
ZTCs from glycerol.[49] 1 g of the zeolite powder was introduced into a 
cylindrical quartz reactor containing a frit and activated at 150 °C for 1 
hour under a nitrogen flow of 150 mL min-1. The oven temperature was 
then raised to the target temperature (300 - 800 °C) and kept at this 
temperature for 1 hour. Glycerol feeding was started through a constant 
injection of 0.033 cm3 min-1 to the nitrogen flow. After 4 h of feeding 
glycerol injection was ceased and the temperature was raised to 900 °C 
for 2 hours under nitrogen flow and then cooled down at room 
temperature. The recovered materials are named hybrid materials.  
In order to remove the zeolite template 0.7 g of the hybrid materials was 
placed in a Teflon beaker and 7 mL of HF were added and kept under 
stirring for 4 h. Thereafter 42 mL of a saturated aqueous H3BO3 solution 
was added. The mixture was then neutralized through adding 42 mL of a 
saturated aqueous NaHCO3 solution. After 1 hour of stirring at room 
temperature, the carbon materials was recovered by filtration using a 
polymer filter and washed using hot distilled water. After drying at 80 °C 
overnight, the final carbons were achieved. The samples were labelled 
ZTC-X where X corresponds to the synthesis temperature. 
Thiourea treatment   
The synthesis of N and S dual doped ZTC was performed by using 
thermally treated ZTC powders and thiourea as precursors. In a typical 
synthesis, 100 mg of ZTC powder was dispersed into 100 mL of ultrapure 
water. Then 1.6 g of thiourea are dissolved in the solution. The solution is 
homogenized by magnetic stirring for 30 minutes. Water is evaporated at 
80 °C overnight before the powder is recovered and thermally treated at 
700 °C for 2 h under a nitrogen flux (100 mL min-1). The furnace is then 
cooled down at room temperature before the catalytic powder is 
recovered. The catalysts were labelled ZTC-X-TU where X corresponds 
to the synthesis temperature of ZTC material. 
Characterization 
The structural packing density (SPD) was determined via 
thermogravimetric analysis (TGA) using a SDT Q600 Waters device 
under air with a flow of 100 mL min-1. Sample was heated to 900 °C with 
a ramp of 10 °C min-1. The mean temperature of combustion was 
calculated from differential temperature analysis and corresponds to the 
value for which the differential temperature analysis signal reached a 
maximum. The SPD corresponds to the mass of carbonaceous species 

per gram of zeolite (       
  ).[25] Nitrogen physisorption isotherms were 

measured on a Micromeritics 3Flex at 77 K. Approximately 50 mg of 
sample were outgassed at 300 °C for 12 h before the measurement. 
Microporous volumes were calculated through the t-plot method. The 
thickness of the nitrogen layer was calculated using a reference isotherm 
of (i) non-porous silica (used for the t-plot of zeolites)[50] and (ii) graphene 
(used for the t-plot of carbons).[49] The apparent density of hybrid 
compounds (ρApp) is a function of the SPD and of the occupied zeolite 
micropore volume and was calculated using Eq. (1) and is given as the 
ratio between the mass of carbonaceous species and its volume in the 
hybrid material (gC cm3). 

      
   

       
         

 (1) 

 
where Vmicroi corresponds to the micropore volume of the zeolite 
template and Vmicrof to the micropore volume of the hybrid material. X-
Ray powder diffraction (XRD) patterns were recorded on a PANalytical 
Empyrean X-Ray diffractometer using CuKα radiation (1.54059 Å) in the 
range of 5 - 50  2θ. Elemental analysis was performed using a Flash EA 
1112/Flash 2000 Thermo instrument. Scanning Electron Microscopy 
(SEM) Transmission Electron Microscopy (TEM) was achieved on a 
JEOL JSM-790CF microscope and JEOL 2100 instrument, respectively. 
Raman spectra were obtained using 532 nm excitation wavelength on a 
LabRam HR 800-UV Horiba Jobin Yvon confocal microscope. XPS 
analyses were carried out with a Kratos Axis Ultra DLD spectrometer 
using a monochromatic Al Kα source (1486.6 eV) operating at 180W (12 
mA, 15 kV).  
Electrochemical measurements 
Electrochemical experiments were carried out using a home-made three 
electrodes Teflon cell at room temperature. A commercial hydrogen 
reference electrode (purchased by Gaskatel) and a glassy carbon slab 
were respectively used as reference and counter electrodes. The 
catalytic ink was performed by mixing 10 mg of catalytic powder, 750 µL 
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of ultra-pure water, 250 µL of isopropanol and 100 µL of Nafion solution 
(5wt.% in a solution of aliphatic alcohols). The dispersion was finally 
dispersed by sonication to obtain a homogeneous solution. All 
experiments were carried out using a rotating ring disk electrode (Pine). 
All electrodes were connected to a biologic SP-300 potentiostat. The 
electrolyte was a 1 mol L-1 NaOH solution saturated with nitrogen or 
dioxygen. The working electrode was a glassy carbon disk (geometric 
surface area of 0.196 cm2). For each experiment 7.5 µL of catalytic ink 
was deposited onto the glassy carbon disk and allowed to dry under 
nitrogen. Linear sweep voltammograms were recorded using the disk 
electrode at 1600 rpm by applying a scan rate of 5 mV s-1 to be under 
steady-state conditions. For all experiments the platinum ring was 
polarized at 1.2 V vs. RHE. The geometric surface of the ring is 0.11 cm2. 
From these experiments, the fraction of water formed (p(H20)) as well as 
the number of electrons (n) exchanged per oxygen molecule during the 
reduction process can be calculated according to equations (2) and 
(3):[51,52]  

       
          

          
 (2) 

                      (3) 

Where N is the collection efficiency (21.8%), ID and Ir correspond to the 
intensities measured with disk and ring currents, respectively.  
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