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 First copper corrole polymers have been synthesized 

 Polycorroles have been implemented in organic electronic devices 

 Depending on deposition conditions, devices exhibit p- or n-type behavior 

 Impedance spectroscopy shows the key role played by interfaces 

 The sensors operate at RT with a sub-ppm LOD (125 ppb) 
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Abstract 

Metallocorrole derivatives are an emerging class of coordination complexes successfully 

exploited in different applications, ranging from catalysis to medical field, due to their peculiar 

tunable properties. Herein, new polycorroles materials are in situ synthesized and deposited 

on the electrodes in a one-step electrochemical method from 5,10,15-(4-

aminophenyl)corrolato]copper(III) as monomer, generating phenazine bridges containing 

polymer chains. Conductive films are obtained and the film thickness can be controlled by 

tuning the number of potential scans. However, the nature of the resulting polymer is affected 

by the electropolymerization conditions: in neat CH2Cl2 the protonation of polymer chains 

occurs. The role of proton scavenger 2,6-lutidine is worth mentioning, which prevents 

demetallation of corrole macrocycle. The polycorrole films are further combined with lutetium 

bis-phthalocyanine to realize double lateral heterojunction (DLH) sensors for ammonia 

detection, in which organic-organic interface plays a key role in their charge transport 

properties. The protonation of polycorrole can tune the p- or n-nature of the semiconducting 

film, and the highest sensitivity obtained with these devices favorably competes with these 

reported so far for DLH heterojunctions, with a limit of detection as low as 125 ppb for NH3.  
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Introduction 

Among molecular materials used in organic electronics, metallomacrocycles have drawn wide 

interests, owing to their optoelectronics properties tailoring by molecular engineering [1-5]. 

Beyond the single macrocycle unit, phthalocyanine (MPc) and porphyrin (MP) polymers were 

also reported [6,7]. Polyphthalocyanines can be obtained directly starting from 1,2,4,5-

tetracyanobenzene [6], while different routes have been reported for the preparation of 

polymeric porphyrins. A first approach exploits the direct link of macrocycles by oxidation of 

meso-free diaryl porphyrins; depending on the strength of oxidizing species, meso-meso 

coupling or meso-meso and  couplings can occur using mild and strong oxidants, 

respectively, forming one or three C-C bonds [8,9], leading, in the latter case, to the formation 

of the so-called “porphyrin tapes” [10]. Another route is to electropolymerize porphyrins 

bearing electroactive substituents [11]. In this case, electrochemical oxidation can result into 

generation of the two types of polymers, depending on the application of mild or high anodic 

potential [12-14]. A typical example is the electrochemical oxidation of tetrakis-(4-

aminophenyl)porphyrins, forming C-N bonds and in some conditions to phenazine bridged 

porphyrins (Fig. 1) [15,16]. In the last few years, additionally to phthalocyanine and porphyrin 

macrocycles a different tetrapyrrole, the corrole (Fig. 1), has attracted the attention of 

researchers, because of some interesting peculiarities of its chemistry [17,18]. Corrole is a 

contracted porphyrin, with a molecular skeleton featuring that of corrin, the nucleus of 

Vitamin B12. Corrole was reported for the first time in the early 60s [19], as a by-product of 

the rush for the definition of the synthetic route to Vitamin B12. It gained renewed attention 

recently, after the discovery of simple synthetic routes for its preparation [20,21], because 

both its coordination chemistry and its photophysical properties led to some initial promising 

applications [22], going from catalysis [23] to the medical field for fighting cancer [24].  

In particular, corrole complexes have shown interesting performances as 

electrocatalysts for oxygen reduction reaction (ORR) [25,26], a process of paramount 

importance for energy conversion. During these studies it was shown that polycorroles, 

obtained by electropolymerization of tris(p-aminophenyl) cobalt (III) corrole [27] and 5,15-

bis(p-aminophenyl),10-pentafluorophenyl cobalt (III) corrole [26] were more efficient as ORR 

catalysts than the monomers, in terms of reaction mechanism and kinetics. Although these 

examples demonstrated the peculiar and promising properties of corrole derivatives, the 
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exploitation of corroles in the field of chemical sensors is still in infancy, and only sparse 

reports are present for the preparation of poly-corroles [28]. Some of us demonstrated the 

application of corroles as sensing materials in chemical sensors and have successfully 

exploited them as functional layers in Quartz crystal microbalances (QCM) and optical sensors 

[22]. Thus, QCM sensors based on octamethyl derivative of manganese corrole was combined 

with metalloporphyrins into an electronic nose (e-nose) setup to identify biomarkers of lung 

cancer in the breath analysis [29]. Other corrole derivatives were reported as sensing layers 

to detect range of volatile organic compounds, CO and NO vapors, with QCM [30] or surface 

acoustic wave (SAW) tranducers [31]. Despite some recent reports of corroles application in 

gas sensors, the application of these materials in emerging sensing methods, such as organic 

heterojunction sensors, is missing, which have demonstrated promising application in NH3 

detection at room temperature [32]. Organic heterojunction sensors comprise an organic 

heterostructure as a sensing layer, formed by combining different organic semiconductors in 

diverse configurations. These sensors benefit from the high interfacial charge transport at the 

organic-organic junction, owing to the accumulation of mobile charges [33], which impart high 

metrological performances to the respective sensors [34,35]. 

 

 

Figure 1. Mechanism of polymer formation through phenazine bridges, starting from 5,10,15-

(4-aminophenyl)corrolato]copper(III), CuTpNH2PC (top left). 
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Among different organic semiconductors, metal porphyrinoids have found significant 

applications in organic heterojunction sensors [32, 36]. Some configurations of organic 

heterojunction sensor use a low conducting sublayer and a high conducting top layer, such 

that the former strongly influence the interfacial charge transport, while the latter interacts 

with the gas molecules. In such sensors, lutetium bis-phthalocyanine (LuPc2) was used in most 

of the cases as top layer, owing to its high intrinsic carrier density and electronic conductivity 

[2,37]. On the other hand, different types of low conducting materials have been used as 

sublayer to modulate the charge transport process and thus to improve the gas sensing 

performances [38-42]. Although, multitudes of previous literature report heterojunction 

sensors based on MPc and MP, metallocorroles or their polymers have not been yet studied 

in such sensors. However, corroles can be highly promising, owing to their structural similarity 

with MPc and MP, which can be engineered to impart different electronic properties. 

Moreover, such materials are highly electrochemically active and are compatible with 

different electrical transducers. In the present heterojunctions, the sub-layer does not interact 

directly with the target gas but determines the transport properties of the device. Thus, 

polycorroles can be suitable to develop organic heterojunction sensors for NH3 detection, 

which monitoring in widely sought in food industries and agricultural activities. A limit of 

detection (LOD) in the ppm range is require for many applications [43], as in food industries 

(e.g. 30-200 ppm in cheese ripening cellars) and a sub-ppm LOD for applications in the field of 

breath analysis (tens of ppb for healthy people with increase in case of liver or kidney 

malfunctioning, up to ca. 1 ppm) [44,45]. 

In this endeavor, in the present work, we report the first synthesis of copper 

polycorroles and their integration into organic heterojunction sensor for NH3 detection by 

combining with LuPc2, which is a well-known intrinsic semiconductor [2,37,46]. The key novel 

feature from the material aspect is that new polycorrole materials are in situ synthesized and 

coated on the sensor electrodes in one-step electropolymerization reactions by using 5,10,15-

(4-aminophenyl)corrolato]copper(III) (CuTpNH2PC) as a precursor. Thin film of the new 

polycorroles materials have been characterized by optical spectroscopies, cyclic voltammetry 

and X-ray photoelectron spectroscopy (XPS) to evaluate their electroactivity, electronic 

properties and structural features. The electrical behavior and nature of interfaces in 

polycorrole/LuPc2 heterojunction devices are studied through current-voltage and impedance 

spectroscopy measurements. Different heterojunction sensors are then exposed towards 
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ammonia vapor, NH3, in a wide concentration and relative humidity (RH) ranges and various 

metrological parameters have been determined. Finally, the interaction of NH3 on the sensor 

surface is modelled based on Langmuir adsorption isotherm. 

 

Experimental methods  

Reagent and chemicals 

General procedure for the synthesis of [5,10,15-(4-aminophenyl)corrolato]copper(III) 

(CuTpNH2PC): 50 mg of CuTpNO2PC (0.069 mmol) were dissolved in 25 ml of CH2Cl2/CH3OH 

4:1 v/v. 5 mg of Pd/C and 114 mg of NaBH4 (2.77 mmol) were added, stirring the solution 

under reflux for 45 minutes. The solution, after the addition of NaBH4, initially changed color 

to green and after 30 minutes turned to brown. The progress of the reaction was monitored 

via TLC (silica gel and CH2Cl2/CH3OH as eluent system) and UV-Vis spectroscopy. After the 

disappearance of starting material, the reaction mixture was filtered on a celite plug to 

remove the catalyst and then the solvent was evaporated. The crude was taken up in CH2Cl2 

and purified with a silica gel chromatographic column using CH3OH 2% v/v in CHCl3 as eluent 

system. The main product identified as CuTpNH2PC was crystallized in CH2Cl2/petroleum ether 

(1:2 v/v) as brown crystals with a yield of 52% (22.7 mg) [47]. 

1H NMR (300 MHz, CDCl3): 7.90 – 7.89 (d, 2H, β-pyrroles), 7.80 – 7.78 (d, 2H, βpyrroles), 7.71 

– 7.68 (d, 4H, phenyls), 7.63 – 7.60 (d, 2H, phenyls), 7.45 (s, 4H βpyrroles), 6.83 – 6.77 (m, 5H, 

phenyls), 3.95 (s, 6H, NH). MS (FAB): m/z 632 (M+). 

Lutetium bisphthalocyanine (LuPc2) was synthesized according to the literature [48]. 

Dichloromethane was procured from a local supplier and was distilled before use in solutions 

preparation. 2,6-Lutidine (2,6-dimethylpyridine; 99%), tetrabutylammonium perchlorate (> 

98%) (TBAP), potassium chloride (KCl) and potassium hexacyanoferrate (K3[Fe(CN)6]) were 

purchased from Sigma-Aldrich. 

 

Electrochemical setup and electropolymerization of CuTpNH2PC 

ITO coated glass plate (9 mm diameter of active surface, 8-12 Ω of square resistance, 

Solems, France) and IDE of ITO (interdigitated electrodes deposited onto 1 x 1 cm2 float glass 

substrate and separated by 75 µm with 50 nm thickness) were cleaned for 10 min each in 

dichloromethane, acetone, ethanol and distilled water for 10 min in the sonicator for three 
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times and dried under synthetic air flow. Teflon cell was washed in a solution of H2SO4/H2O2 

3:1 v/v mixture and rinsed in distilled water. Electrochemical experiments were performed at 

PGSTAT302N Autolab Metrohm potentiostat interfaced with Nova 2.1 software. Cyclic 

voltammetry was carried out on a three-electrode setup consisting of an ITO plate or an IDE 

as working electrode, a platinum wire as a counter electrode, and a saturated calomel 

electrode (SCE) isolated from the solution by a salt bridge containing the same electrolyte 

solution as in cell to prevent any leakage of KCl into the cell. The electropolymerization of 

CuTpNH2PC was performed in the monomer solution (10-3 M) in CH2Cl2 + 0.1 M TBAP without 

or with lutidine (2,6-lutidine/CH2Cl2 5/95% v/v). The polymerization was carried out in a Teflon 

cell using a total volume of 400 µL, in potentiodynamic conditions by cyclic voltammetry (CV) 

in the range 0.1 to 0.8 V at a scan rate of 100 mV.s-1. The CVs are recorded for 20 and 100 

cycles to control the quantity of deposits on the electrode surface. After the polymerization, 

the electrodeposited films were rinsed with CH2Cl2 to remove the electrolyte and the 

unreacted monomer particles followed by drying in the ambient conditions. A similar 

procedure was repeated to deposit polymer films on ITO covered glass plate for the 

characterization studies. The polymer coated electrodes were studied by recording CV in 10-3 

M K3[Fe(CN)6] in 0.1 M KCl aqueous medium in the range of -0.2 to 0.8 V at a scan rate of 100 

mV.s-1. 

 

Polymer film characterization 

The UV-Vis spectra of the polymers coated on ITO plate were recorded on a Varian’s 

Cary® 50 spectrophotometer, using Xenon flash lamp as an excitation source in the range of 

300-900 nm. The spectrum of CuTpNH2PC solution was also recorded in the same range using 

a 10 mm quartz cuvette. Raman spectra of the polymers and CuTpNH2PC powder were 

acquired by using a Renishaw inVia Raman microscope using a 473 nm laser as an excitation 

source. The elemental and chemical analyses of the electropolymerized films on ITO were 

carried out by XPS using Versaprobe 5000 spectrometer (UMVAC-PHI apparatus), utilizing a 

monochromatic and focused Al Kα X-ray source (1486.6 eV). For each polymeric film on ITO, a 

survey spectrum and a high resolution core level spectrum of carbon 1s, nitrogen 1 s, oxygen 

1 s and copper 2p were recorded over a 200 µm spot size. The pass energies were 187.5 eV 

and 58.7 eV for the survey and core-level spectra, respectively.  
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Development of device and ammonia sensing 

The device is developed in a two-step process. Firstly, the polycorrole film is 

electropolymerized on ITO interdigitated electrodes (IDE), followed by rinsing in CH2Cl2 and 

air-drying in ambient conditions. The polycorrole coated IDE was placed into a UNIVEX 250 

thermal evaporator (Oerlikon, Germany). 50 nm of LuPc2 was deposited under a secondary 

vacuum of ca. 1.0 x 10-6 mbar during the evaporation and keeping the substrate at room 

temperature. The sublimation of LuPc2 was recorded in the range of 410-420 °C. A glass plate 

was placed next to the IDEs for the characterization of LuPc2 film. The fundamental electrical 

and sensing measurements were performed using a Keithley 6517b electrometer with an 

incorporated DC voltage supply, always at room temperature (20-24°C). The electrometer is 

controlled by a self-made software via the GP-IB board.  Current-voltage (I-V) curves were 

registered in the range -10 – +10 V, starting and finishing at 0 V bias to avoid irreversible 

polarization effects [49]. Impedance spectroscopy measurements of the device were recorded 

on Solartron SI 1260 impedance analyzer interfaced with SMART software. The experiments 

were performed in a wide frequency range from 10 Hz to 10 MHz, in two different modes. In 

one case, DC bias is changed in a range from 0 to 10 V at a constant AC bias of 0.2 V. In the 

other case, AC bias was modulated in the range from 0.05 to 0.5 V at fixed DC bias. The 

experimental curves were fitted using Zview software.  

NH3 sensing experiments were performed dynamically through alternative exposure to 

different concentrations of ammonia  (in the range 1 to 90 ppm) for either 1 min or 10 min 

and recovery cycle under clean air for either 4 or 40 min, respectively, at fixed relative 

humidity (RH) of 40% at fixed bias of 3 V. the required humidity in the chamber was produced 

through a humidity generator connected with the fluidic lines and was controlled by a 

commercial humidity sensor (HMT-100, Vaisala, Finland). The system is semiautomated, in 

which the opening of the mass flow controller valves, mixing of the gases, control of relative 

humidity (RH) and data acquisition were operated by customized software [50].  
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Results and discussion 

Electropolymerization 

The electropolymerization of CuTpNH2PC on ITO plate was achieved both in 2,6-

lutidine/CH2Cl2 5/95% v/v + 0.1 M TBAP and in CH2Cl2 + 0.1 M TBAP. Two polycorrole coated 

electrodes were prepared by cycling the potential 20 and 100 times from 0.1 to 0.8 V (Fig. 2a-

d), in the presence and in the absence of lutidine.  

 

 

Figure 2. Cyclic voltammograms of 10-3 M CuTpNH2PC with 2,6-lutidine/CH2Cl2 5/95% v/v + 0.1 

M TBAP in the range 0.1 to 0.8 V at a scan rate of 100 mV.s-1 repeated (a) 20 cycles, (b) after 

100 cycles and without 2,6-lutidine in CH2Cl2 + 0.1 M TBAP (c) 20 cycles, (d) 100 cycles. 

Voltammograms of 10-3 M K3[Fe(CN)6] in H2O + 0.1 M KCl  at a bare ITO electrode and ITO 

modified with CuTpNH2PC polymer obtained (e) in the presence of 2,6-lutidine and (f) in the 

absence of lutidine, in the range -0.2 to 0.8 V at 100 mV.s-1. 

 

The CVs (Fig. 2a-d) show the continuous increase of the anodic current amplitudes with 

repeated potential scans and a shift of the anodic peak potential (final Epa = 0.59 V) towards 

more positive values corresponding to the polymer film formation via the oxidation of –NH2 

groups of the CuTpNH2PC monomer and consecutive coupling to the second monomer 

molecule. The growing values of anodic current during the first 20 scans indicate the formation 

of a conductive polymer on ITO glass plate. For the 100 cycles, the shift of the peak potentials 

is still visible (Fig. 2b and 2d) and it is more pronounced for the polymer obtained without 

lutidine (final Epa = 0.65 V, Fig. 2d). Even though it was not discussed in the papers reporting 
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the electropolymerization of cobalt corroles without any base [26,27], it is known that for such 

oxidative coupling leading to C-C or C-N bonds formation, the rate determining step is the 

dissociative removal of protons, as demonstrated for the electropolymerization of magnesium 

porphine [51]. Additionally, without any proton acceptor addition, protonation of polycorrole 

can occur, leading to an increase in its oxidation potential, and a partial demetallation of the 

macrocycle, probably due to the protonation of corrole. The electroactivity of the deposited 

films was investigated by recording the CV in 10-3 M K3[Fe(CN)6] in the range -0.2 to 0.8 V and 

compared to the reversible system obtained at the bare electrode (Fig. 2e and 2f). In the 

presence of 2,6-lutidine, the electrochemical response of K3[Fe(CN)6] is very small for the film 

polymerized with 20 cycles and not visible for the film polymerized with 100 cycles, validating 

a higher attenuation of the electron transfer, indicating the formation of resistive polymers 

(Fig. 2e). In contrast, the electrochemical response of K3[Fe(CN)6] recorded in the absence of 

lutidine remains unchanged or even higher compared to that on bare ITO electrode confirming 

the conducting character of the electrodes modified with polymers prepared without lutidine 

(Fig. 2f).  

 

Polymer film characterization 

The formation of different types of polymer films was confirmed by Raman 

spectroscopy and by comparison of their spectra with those of the monomer (Fig. 3). For the 

polymer obtained in the presence of lutidine (Fig. 3a), the weak peak at 823 cm-1 provides the 

evidence of the presence of phenazine groups in the polymer. This skeletal deformation 

vibration is one of the strongest absorptions in a phenazine spectrum, present in all 

substituted phenazines [15,52,53]. The peak at 1010 cm-1 was attributed to the C-H bond in 

the phenazine ring, while the polymers exhibit some additional peaks with respect to the 

monomer at 1142, 1453, and 1525 cm-1, attributed to the phenazine group [54-56]. The peak 

at 1599 cm-1 may be attributed to C-N= vibrations of the phenazine group, due to the higher 

intensity with respect to the CuTpNH2PC monomer. Finally, thicker is the polymer film less 

intense and broader are the peaks, with an apparent disappearance of some peaks, due to a 

reduction of vibrational degree of freedom in the polymer [14]. For the films 

electropolymerized in the absence of lutidine, the peaks attributed to the phenazine groups 

as the characteristic peaks at 1143 and 1453 cm-1 are not present (Fig. 3b), although it does 
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not mean that phenazine units do not form during electropolymerization, but they could be 

protonated. The main peaks are summarized and assigned in Table S1 [40,57].  

 

 

Figure 3. Raman spectrum of CuTpNH2PC monomer (black line) compared to these of 

CuTpNH2PC polymer after 20 cycles (red line) and after 100 cycles (blue line), (a) polymerized 

in 2,6-lutidine/CH2Cl2 5/95% v/v + 0.1 M TBAP, (b) polymerized in CH2Cl2 + 0.1 M TBAP. (c) 

Raman spectrum of CuTpNH2PC polymer obtained after 100 cycles in 2,6-lutidine/CH2Cl2 

5/95% v/v + 0.1 M TBAP, before (black line) and after (red line) exposure to HCl vapours. 

 

To confirm this interpretation, we registered Raman spectra of a polymer film obtained 

with 100 cycles in the presence of 2,6-lutidine before and after 5 min – long exposure to HCl 

vapors generated from a HCl 37% aqueous solution (Fig. 3c). It is obvious that the two 

characteristic peaks at 1144 and 1452 cm-1 almost disappear after exposure, while all the other 

peaks remain unchanged. This result clearly demonstrates that the main chemical difference 

between the two materials is the protonation of polymer chains obtained in the absence of 

lutidine, the phenazine groups being present in all cases as demonstrated with 

aminophenylporphyrins [16].  

 The formation of polymers was also confirmed by comparison of their electronic 

absorption spectra with the spectrum of the monomer (Fig. 4a and 4b). The spectrum of 

monomer solution exhibits the characteristic intense Soret band centered at 445 nm with a 

secondary band at 384 nm and the Q band at 570 nm. These bands are broadened and shifted 

in the polymer films. The Soret band is shifted at 420 nm and the Q band, depending on the 

type of polymer, presents different shifts. The evidence of the formation of the polymers is 

further provided by the XPS analysis of the electrodeposited films and the Cu(NH2)TPC 

monomer on ITO substrates. The survey spectra (Fig. 5) show the main elements such as 

carbon, oxygen, nitrogen and copper at ca 284, 532, 398 and 935 eV, respectively, in the 
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electrodeposited films and the corrole powder. The intense peak of oxygen in the polymer at 

532 eV can be attributed to the adsorption of H2O on the film surface [58]. 

 

Figure 4. Electronic absorption spectra of CuTpNH2PC monomer in CH2Cl2 solution and 

polymers on ITO surfaces, obtained in the presence (a) and in the absence (b) of 2,6-lutidine.  

 

 

Figure 5. Survey XPS spectra of CuTpNH2PC monomer (black line) compared to these of 

polymer films obtained after 20 cycles (red line) and 100 cycles (blue line), (a) in 2,6-

lutidine/CH2Cl2 5/95% v/v + 0.1 M TBAP and (b) in CH2Cl2 + 0.1 M TBAP. 

 

To get deep information about the chemical bonds, high resolution core level XPS 

spectra were recorded for each element. The N1s spectrum of the corrole monomer (Fig. 6a) 

shows one peak that can be deconvoluted into two peaks, at 399 and 400 eV, attributed to 

the metal-nitrogen bonds and the NH2 groups on the peripheral part of macrocycle [59]. For 

the polymers obtained in the presence of 2,6-lutidine, the N1s peak attributed to Cu-N bonds 

remains the more intense and the peak of NH2 decreases in intensity compared to the 

monomer, and it is particularly marked for this obtained after 100 cycles (fig. 6c). An additional 

peak appears as a shoulder at 402 eV, which can be attributed to phenazine rings [56]. The 

polymers obtained without 2,6-lutidine exhibit very different N1s spectra (Fig. S1), in 
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particular new peaks appear below 399 eV. Thus, the peak at 397.5 eV can be attributed to 

pyrrolic N formed because of the corrole demetallation [60], as a result of high local acidity 

due to the loss of protons during the oxidative coupling reaction [14,51]. The polymer 

obtained after 20 cycles appears completely demetallated, while the Cu2p signal exists for the 

polymer film obtained after 100 cycles. The presence of a peak at 396 eV for the polymer 

obtained after 100 cycles can be attributed to the –NH+- group, demonstrating the 

protonation of these other types of polymers (without lutidine). 

 

 

 

Figure 6. High resolution N1s core-level spectrum of (a) CuTpNH2PC monomer compared to 

these of polymer films obtained after (b) 20 cycles and (c) 100 cycles, in the presence of 2,6-

lutidine.  

 

To obtain a full characterization of the type of binding in the polymer, a 1H NMR was 

recorded for the monomer and polymer obtained in the presence of 2,6-lutidine after 100 

cycles, partially solubilized in CDCl3. The monomer spectrum presents not well-defined peaks 

due to the paramagnetic behavior of copper ion in the core (Fig. S2). However, it is possible to 

see the peaks of protons of aromatic rings and pyrrolic protons around 7-8 ppm and the peak 

around 4 ppm attributed to the NH2 group on the phenyl rings [47]. The NMR spectrum of the 

polymer presents more peaks than the monomer. The low concentration makes difficult a 

wide assignment (Fig. S3). However, the additional peak above 8 ppm and the singlet peak 

around 7 ppm may be assigned to the protons of the phenazine ring. In addition, around 4 

ppm the lack of the peak of the NH2 group indicates a complete functionalization of the amino 

groups to form phenazine bonds in the polymer.  
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Electrical and sensing properties 

Polycorrole – based double lateral heterojunction 

Electropolymerizing the CuTpNH2PC monomer was repeated in the same conditions 

directly on ITO interdigitated electrodes (IDE), both electrodes being covered by the film. Then 

double lateral heterojunction (DLH) were developed by coating LuPc2 on the polycorrole by 

thermal evaporation under a secondary vacuum (Fig 7b). We previously reported such DLH 

devices by electrodepositing polyaniline derivatives [39,61]. Depending on the number of 

cycles during electropolymerization, 20 or 100, DLH were named 20cycles and 100cycles, for 

the samples obtained without lutidine and 20cycles_Lut and 100cycles_Lut for the samples 

obtained in the presence of lutidine, respectively. 

 

Figure 7. (a) Optical image of the electropolymerized polycorrole on IDE of ITO on a glass 

support and (b) scheme of a polycorrole/LuPc2 heterojunction device. (c) I(V) curves of 

polycorrole/LuPc2 DLH devices with polymers prepared with lutidine, after 20 and 100 cycles. 

(d) Current values at +10 V and values of the estimated interfacial energy barrier for the four 

DLH devices. 

 

Electronic absorption spectra of the heterojunction devices clearly show the Q band of 

LuPc2 at 669 nm (Fig. 8). The second band of LuPc2, at 465 nm, characteristic of its radical 

nature [2], appears slightly red-shifted in the heterojunction, down to 455 nm, because of its 

combination with the Soret band of CuTpNH2PC polymers.  
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Figure 8. Normalized electronic absorption spectra of the heterojunction devices obtained 

with 2,6-lutidine (a) and without (b), compared to this of a LuPc2 film deposited on glass. 

 

The electrical properties of devices were investigated by recording the I-V curves in the 

range from -10 to + 10 V. The non-ohmic feature of the I-V curves in these devices is indicative 

of the presence of interfacial energy barriers and the accumulation of mobile charges at the 

polycorrole-LuPc2 interface (Figs. 7c and Fig. S4) [33,40]. The values of the interfacial energy 

barrier can be estimated by the threshold voltage, Vth, determined as the intercept of the 

tangent to the curve at high bias with the x-axis (Fig. 7d). For all the devices, Vth values are 

close to each other, in the range 1.3 - 2.2 V, which are rather low values for such DLH devices 

[39,61]. It is worth noting that, for LuPc2 resistors, the I-V curves are perfectly linear, indicating 

the existence of only ohmic contact between ITO and LuPc2. Another way to compare the 

devices is their current value at +10 V, which varies from 6 x 10-5 A for the polymer prepared 

with 100 cycles in the presence of lutidine to 1.5 x 10-4 A for the two devices prepared without 

lutidine (Fig. 7d). These current values are rather high, in accordance with the low energy 

barrier at the interfaces and the high intrinsic conductivity of LuPc2.  

The charge transport in DLH devices was further investigated by impedance 

spectroscopy in a wide frequency range (10 Hz to 10 MHz) at different DC bias between 0-4 V 

or 0-10 V. The Nyquist plots exhibited different behaviors depending on the type of polymers 

in the DLH devices (Fig. 9). The device based on polycorrole electrodeposited in 20 cycles with 

lutidine (20cycles_Lut) displayed two depressed semicircles (Fig. 9a) in which the one at high 

frequency (HF, left part) remains unchanged whatever the applied DC bias, while the one at 

low frequency (LF, right part) decreases as a function of increasing DC bias and almost 
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disappears around 3 V. The former characterizes the bulk transport in the device and is 

therefore independent of the bias. The latter corresponds to the interfacial transport that 

becomes easier when increasing the bias leading to a decrease of the LF semicircle. The same 

behavior was observed for the 20cycles device obtained without lutidine (Fig. 9c). The 

semicircle in the LF region of the Nyquist plots corresponds to the charge transport at the 

interface of the organic-organic junction. At low DC bias, the charges injected from the 

electrode encounter larger resistance in the relatively low conducting sublayer to arrive at the 

interface. Thus, only a small number of mobile carriers arrive at the interface, resulting in the 

highly resistive interfacial transport, which explains the appearance of the larger semicircle at 

0 V. However, at higher bias, electric field intensity increases, which propels larger mobile 

charge carriers to arrive at the interface, populating the interface region with mobile charges 

and facilitating the faster interfacial charge transport. Consequently, the interfacial resistance 

decreases and the associated semicircle in the Nyquist plot becomes smaller. It can be 

remarked that the decrease in the semicircle attenuates at higher bias, which is attributed to 

the saturation of the injected charges arrival from the electrode to the interface. The devices 

with polycorroles obtained in 100 cycles show the same Nyquist plots whatever the presence 

(Fig. 9b) or absence (Fig. 9d) of lutidine. An important HF semicircle is observed, while the LF 

semicircle, very low, appears only for low values of the DC bias and merges with that at HF 

when increasing the bias. It indicates the prevalence of only bulk transport and the very low 

interface effect, in agreement with the electrodeposition of thicker films. This is confirmed by 

the maximum resistance, ca. 5x105  (Re(Z)), compared to only 6x104 for the 20cycles_Lut 

DLH device. The Nyquist plots were modeled by Constant Phase Element (CPE) based 

equivalent circuits. It is assumed that the distributed microstructural properties of the 

heterostructure is an imperfect capacitor [62] in which its impedance ZCPE is given by equation 

(1).  

𝑍𝐶𝑃𝐸𝑖 =
1

𝑄𝑖×(𝑗𝜔)
𝛼𝑖

  (1) 

where Qi is the non-ideal capacitance,  the frequency (2πf) and ia coefficient changing 

between 0 and 1 such that its upper and lower limits correspond to an ideal capacitor and an 

ideal resistor, respectively.  

The Nyquist plots were fitted with an equivalent circuit having two Ri-CPEi elements 

arranged in series (Inset of Fig. 9a); the semicircle at HF is described by bulk resistance R1 and 

CPE1, while that at LF is simulated with interfacial resistance R2 and CPE2. The different 
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parameters of the equivalent circuit, such as the resistance (Ri),  and the effective 

capacitance (Cieff, equation (2)) were determined.  

 𝐶𝑖𝑒𝑓𝑓 = 𝑄
𝑖

1

𝛼𝑖 × 𝑅
𝑖

1

𝛼𝑖  (2) 

 

 

Figure 9. Impedance spectra recorded in the range of 10 to 10 MHz at different bias (0 to 4 V 

or 0 to 10 V) and at fixed AC bias of 0.2 V, for DLH devices with polymers prepared with 

lutidine, with (a) 20 and (b) 100 cycles, and without, with (c) 20 and (d) 100 cycles. 

 

Their variations with DC bias are shown in Fig. S5. The devices based on polycorrole 

electrodeposited in 20 cycles (Figs. S5a and S5d) exhibit decrease in R2 from ca. 36 k to 7 k 

as bias changes from 0 to 4 V and from 213 k to 50 k as bias changes from 0 to 10 V with 

and without lutidine, respectively. Both devices present almost no change in R1 with values 

ca. 21 kand 50 k respectively. When the polycorrole was electrodeposited in 20 cycles 

(Figs. S5a and S5d), most of decrease in R2 takes place until 2 V and until 3 V with and without 

lutidine, respectively. It indicates that injected charges encounter an energy barrier of 

approximately 2 V and 3 V, respectively, to reach more conducting interface region. It is in 

agreement with the Vth value (2.2 V) obtained from the I-V curve. On the other hand, charge 
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transfer resistances in DLH devices realized with polycorroles electrodeposited in 100 cycles 

(Figs. S5g and S5j) remain nearly constant at different bias, typical for a bulk transport. The 1 

values remain close to 1 whatever the bias and the device, indicating that the bulk component 

behaves close to an ideal capacitor owing to the homogeneous microstructure of the bulk. 

However, while2 remains around 0.9 for the 100 cycles polymers, it falls to 0.6-0.7 for the 

20 cycles polycorroles indicating dispersion in the CPE, which is attributed to enhancement in 

surface heterogeneity at the interface of 20 cycles – based heterojunctions. 

Analysis of the variations of the effective capacitances (Figs. S5g,f,i,l) allows 

understanding the interface effect on the charge transport in the DLH devices. When 

polycorroles were electrodeposited in 20 cycles (Figs. S5g,f), the C2eff values corresponding 

to the polymer-LuPc2 interface decrease slightly from 35 nF to 20 nF and from 28 nF to 12 nF, 

with and without lutidine, respectively, as DC increases, but remains 3-order of magnitude 

higher than the bulk capacitance (C1eff). It confirms the accumulation of charges (e- and h+) 

at the interface of the heterojunctions. When polycorroles were electrodeposited in 100 

cycles (Figs. S5i,l), the C2eff values are close to the bulk ones (C1eff), i.e. 3-order of magnitude 

lower than those of DLH devices realized with polycorroles electrodeposited in 20 cycles. It 

confirms the absence of significant interface effect in the device, and it is in agreement with 

an increase of the thickness of the layer, since capacitance is inversely proportional to the 

thickness. 

 

Ammonia sensing 

The ammonia sensing properties of the different DLH devices were investigated at first 

by applying alternate exposure to 90 ppm of NH3 (10 min) and recovery under clean air (30 

min), at a fixed relative humidity value. The devices obtained in the presence of lutidine exhibit 

a current decrease under ammonia (Fig. 10), indicating that charge transport is dominated by 

positive majority charge carriers, ammonia being an electron-donating species. It was 

expected, since the corrole does not bear any withdrawing substituents and LuPc2 behaves 

also as a p-type material in air. The device obtained with 20 cycles exhibits a rather stable 

response when exposed to short exposure/recovery cycles (1 min/4 min), which is dependent 

on the ammonia concentration in the range 10-90 ppm. The device prepared with 100 cycles 

shows an important drift of the baseline current. However, the response at 90 ppm remains 
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the same at the end of the experiment compared to the first exposure period at the same 

concentration (Fig. 10c). The relative response, RR(%) = (If - Ii) x 100)/Ii, was calculated to be 

0.2%/ppm and 0.1%/ppm for the polymers obtained with 20 and 100 cycles, respectively 

(Table 1), If and Ii being the current values at the end and at the beginning of an exposure 

period, respectively. An additional point to mention is current increase observed at 10 ppm of 

NH3 exposure for the polycorrole film prepared with 100 cycles, even though it remains very 

small, which suggests a n-type behaviour. This behaviour could result from an interaction of 

NH3 molecules with a few protonated sites present in the polymer.  

 

 

Figure 10. Current variation as a function of time for DLH devices obtained when exposed to 

90 ppm NH3 (10 min/30 min exposure-recovery cycles) for the polymer obtained with lutidine 

(a) 20 cycles and without (d) 100cycles. Response curve at variable NH3 concentrations in the 

range 10-90 ppm during 1 min/4 min exposure/recovery cycles, for polymer obtained with (b) 

20 cycles and (c) with 100 cycles in presence of lutidine and without (e) with 100 cycles . 

Current variation as a function of time for DLH devices obtained with lutidine (f) 20cycles and 

(g) 100cycles and without (h) 20cycles and (i) 100cycles, when exposed to variable NH3 

concentrations in the range 1-9 ppm during 1 min/4 min exposure/recovery cycles. All 

measurements were carried out at a bias of 3 V and at a RH value of 40%. 
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To confirm this point, we studied DLH devices prepared with 100 cycles in the absence 

of lutidine, which contain highly protonated polycorrole (Figs. 10d and 10e). Whatever the 

ammonia concentration and whatever the duration of the exposure/recovery cycles, current 

increases under NH3, showing the n-type behaviour of these devices, with a response 

depending on its concentration. We can explain this opposite behaviour compared to the 

previous devices by the high protonation level of polymer chains that act as electro-

withdrawing groups for the corrole units in which electrons can be easily injected. Since the 

responses of the sensors were sufficiently high and repeatable at 10 ppm, sensors behaviour 

was further investigated at lower concentrations (1-9 ppm) to evaluate the experimental 

detection threshold. The response curves of the different DLH sensors are presented in Figs. 

10f-i. Each of the sensors displays the similar qualitative behaviour as noticed in higher NH3 

concentration ranges between 10 to 90 ppm, namely a negative response to NH3 for the DLH 

obtained with 20 cycles in the presence of lutidine (Fig. 10f) and a positive response for both 

devices prepared with 100 cycles, with (Fig. 10g) and without (Fig. 10i) lutidine. In terms of 

stability of the baseline, the device prepared with 20 cycles in the presence of lutidine is 

better, while the two other devices exhibit a drift, but with responses at a given concentration 

identical under decreasing or increasing ammonia concentrations. Notably, the drift in the 

different DLH sensors baseline signal can arise from a complex phenomenon, which can be 

attributed to multiple parameters. It mainly includes incomplete desorption and diffusion of 

the gas molecules, which are further affected by the temperature, humidity and the sensing 

film morphologies. These effects are further compounded, while performing sensing studies 

at low gas concentration, because even a small drift induced by incomplete desorption or 

diffusion can be of similar magnitude as of the sensor signal variation upon gas adsorption. 

 In Figure 11, calibration curves of the different DLH sensors are presented, depicting 

RR variation as a function of NH3 concentration. The calibration curves of the different sensors 

evidence a rapid increase at lower concentration followed by a saturation in the response at 

higher concentration. Such behaviour is typical in gas sensors, which are attributed to the 

limited number of sensor active sites, which saturate at the higher gas concentration. In the 

DLH sensor containing polycorrole layer prepared in the absence of lutidine, response is 

positive and the magnitude of the sensor response being proportional to the thickness of 

polycorrole. On the other hand, sensor based on polycorrole prepared in the presence of 
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lutidine exhibits negative response towards NH3 and RR is inversely proportional to the 

thickness of the polycorrole layer in the heterostructure.  

 

Figure 11. Relative response as a function of NH3 for all devices, in the range 1-90 ppm, in air, 

at 40 % RH, during exposure/ recovery cycles (1 min/4 min). 

 

Such contrasting features of the calibration curves variation can be explained by the 

different regimes of gas material interactions and charge transport process. Accordingly, the 

polycorroles layer coated in the absence of lutidine remain positively charged, which favours 

the diffusion of electron donating NH3 into the bulk of the sublayer. Thus, increase in the 

sensor response in the thicker polycorrole containing DLH sensor can be assigned to the higher 

diffusion contribution. On the contrary, the polycorrole layer deposited in the presence of 

lutidine is not positively charged, which minimizes the diffusion of NH3 in the bulk of the 

sublayer and the interaction is mainly dominated by surface adsorption. In such case, charge 

transport plays an important role towards NH3 sensing response. Here, a thicker polycorrole 

layer, deposited at 100 cycles impart a highly resistive bulk region, making the charge transfer 

from the electrode to the interface difficult. This can explain the lower response of the DLH 

sensor containing polycorrole prepared at 100 cycles compared to the one having polycorrole 

film deposited for 20 cycles. Thus, different profiles of the calibration curves clearly manifest 

the influence of polycorrole composition on the NH3 sensing behaviour. The calibration curves 

are further fitted with a Langmuir isotherm function (equation (3)). 
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𝑅𝑅 = 𝑅𝑅𝑚𝑎𝑥
𝑐

𝐾+𝐶
 (3) 

where RRmax is the asymptotic response and K is the affinity parameter defined as the 

concentration at which half of the asymptotic response is achieved. The results of the fit are 

shown in Table 1. 

 

Table 1. Langmuir function fit parameters, coefficient of determination (R2), the calculated 

sensitivity at the origin, and the estimated limit of detection 

Sensor RRmax (%) K (ppm) R2 S(c=0) (%/ppm) LOD (ppb) 

20 cycles Lut -4.72 12.9 0.97 -0.36 128 

100 cycles Lut -1.03 11.1 0.91 -0.09 513 

20 cycles +3.46 22.7 0.98 +0.15 308 

100 cycles +7.15 18.9 0.98 +0.37 125 

 

From Table 1, it is evident that besides influencing the magnitude of the sensor 

response, the formulation of polycorrole also affects the affinity parameter, which changes 

with the thickness of polycorrole and the amount of positive charges in it. The limit of 

detection can be estimated as the ratio between the uncertainty of the relative response 

(∆RR) and the absolute value of the sensitivity at the origin. The sensitivity at the origin has 

been estimated as the derivative of the Langmuir function at c=0. The sensitivity of the four 

sensors is shown in table 1. The uncertainty of the relative response can be calculated from 

the baseline current signal-to-noise (S/N) ratio (equation (4)). 

∆𝑅𝑅 = 100 ∙
2

𝑆/𝑁
 (4) 

 

The measured S/N ratio is of the order of 1∙104. The estimated LODs are shown in table 1. The 

DLH of LuPc2 and polycorrole show an improvement of performance respect to other 

previously studied DLH sensors. Devices made of LuPc2 and poly-2,5-dimethoxyaniline (PDMA) 

[39] and with perfluoropolyaniline (PTFA) [61], and perfluoro- copper phthalocyanine 

(Cu(F16Pc)) – based heterojunctions achieved a LOD of the order of 314 ppb, 450 ppb, and 280 

ppb respectively. A similar performance with a LOD of 140 ppb was obtained with Cu(F16Pc), 

but after the tuning of the work function of the ITO electrode achieved with a layer of 

electrografted 2,5-dimethoxybenzene between the ITO electrode and Cu(F16Pc) [38]. 
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Conclusion 

A copper complex of the 5,10,15-tris(4-aminophenyl)corrole has been 

electropolymerized for the first time onto ITO electrodes. Cycling the applied potential from 

0.1 to 0.8 V affords conductive corrole polymers, with the film thickness tuned by the number 

of cycles (20 or 100). The polymerization proceeds through the formation of phenazine groups 

among the peripheral 4-aminophenyl substituents of the corrole monomers. However the 

polymerization conditions strongly influenced the nature of the final products: when the 

reaction was carried in neat CH2Cl2, the lack of proton acceptors led to the fully protonation 

of the polymer chains, as evidenced by the spectroscopic characterization of the final 

polymers. Moreover, the acidic conditions induced also the partial demetallation of the 

macrocycles. These side reactions can be avoided by the addition of lutidine to the 

electropolymerization media; in this case, the presence of the base prevented the loss of the 

coordinated copper, although for the 100 cycling a partial protonation was still present. 

These differences greatly influenced the ammonia sensing properties of the 

polycorroles when they are exploited as inner layers coated with LuPc2 in DLH devices. The 

protonation of the polymer chains, in fact, induces a n-type behaviour of the double layer 

heterojunction devices. The partial protonation of the polycorrole obtained with 100 cycles in 

the presence of lutidine reduces the responses of the resulting device, with an inversion 

among p- and n-type behaviour observed for the low ammonia concentrations. The DLH 

obtained with 20 cycles with lutidine exhibits a p-type behaviour with the highest sensitivity 

that favorably competes with these reported so far for DLH heterojunctions. 

In this work we demonstrate the possibility to tune the sensing properties of the 

polycorroles by simple synthetic procedures; this possibility is particularly appealing for the 

preparation of optimized devices and further studies are now in progress in our laboratories 

in this direction. 
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