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Two electrons in a quantum dot (QD) can form triplet states. We analyze the exchange coupling of
the triplet states of the negatively charged exciton in a QD (X−, two electrons and one hole) with the
spin of a magnetic atom (Mn). Two techniques are used to access the spin structure of this magnetic
complex: the resonant excitation of the excited states of X−-Mn and the analysis of the emission of a
negatively charged biexciton in a magnetic dot (XX−-Mn). The photo-luminescence (PL) excitation
of X−-Mn reveals excited states with a circularly polarized fine structure which strongly depends
on the Mn spin state Sz and gives rise to negative circular polarization emission. This fine structure
arises from the coupling of the triplet states of an excited charged exciton with the Mn (X−∗-Mn)
and its Sz dependence can be described by a spin effective model. The recombination of XX−-Mn
leaves in the dot a charged exciton in its excited state and the PL structure is controlled by the
coupling of triplet states of X−∗ with the Mn spin. An analysis of the polarization and magneto-
optic properties of this emission gives access to the electron-hole exchange interaction within the
triplets states. Comparing the fine structure of the singlet X−-Mn and of the triplets of X−∗-Mn
we can independently study the different source of anisotropy in the QD: the valence band mixing
and the exchange interaction in an anisotropic potential.

I. INTRODUCTION

The spin state of a carrier in a semiconductor quantum
dot (QD) or of an individual impurity in a semiconduc-
tor host can act as a bit of quantum information. The
transfer of quantum information between such solid-state
quanta and single photons is extensively studied as it is
an essential element towards the establishment of quan-
tum information networks [1]. Optically active semicon-
ductor QDs can be key systems for spin-photon quantum
coupling [2] as in a QD containing a single carrier, the
polarization of the optical emission is directly linked to
the spin of the resident carrier.

Confined carriers in QDs can be exchanged coupled
with embedded magnetic elements. This exchange inter-
action can be exploited to transfer information between
the spin of carriers, proposed as efficient qubits in quan-
tum computing devices [3, 4], and a more localized spin
on a defect or an impurity. In the case of an optically
active QD, this exchange coupling also provides an op-
tical access to a strongly localized spin. This has been
demonstrated for some transition metal elements in II-VI
and III-V semiconductors [5–14] and could be extended
to other non-optically active individual magnetic defects.

The optical selection rules and the spin dynamics in
QDs are strongly influenced by the electron-hole (e-h)
exchange interaction. In the three dimensional confine-
ment potential of a dot, the exchange interaction inten-
sifies and usually become anisotropic. This is observed
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in neutral QDs where an exchange interaction of electron
and hole induced by a dot asymmetry splits the exciton
radiative doublet and destroys the spin polarization of
QD excitons [15].

The e-h exchange interaction is absent for the singlet
(S0) of a negatively charged exciton (X−, also called
a negative trion) in the ground state of a QD. How-
ever, when at least an electron occupies an excited state
of the dot, the two electrons of X− form triplet states
(T0,T±1). Electron-electron (e-e) and e-h exchange in-
teractions partly remove the spin degeneracy of these
triplets. The spin dynamics among the triplets is domi-
nated by the e-h exchange interaction and is at the origin
of the negative circular polarization in the photolumi-
nescence (PL) of negatively charged QDs [16–19]. The
negative circular polarization rate depends on the spin
of the resident electron and is a probe of possible optical
pumping of the electron spin interacting with the nuclear
spin bath of the semiconductor host [20, 21].

The presence of a transition-metal element in the QD
significantly modifies the spin structure as both the elec-
trons and the holes are coupled with the localized spin of
the magnetic atom through the sp− d exchange interac-
tion [22]. This exchange interaction permits in particular
to interface the spin of the atom with single photons. In
the case of a singly charged dot, it has been shown that
the simple unpolarized single line emission of a charged
exciton transforms into an eleven lines spectra in the
presence of single Mn atom. This has been demonstrated
both for X− [23, 24] and X+ [25, 26]. Whereas triplets of
two unpaired electrons in self-assembled or electrostatic
QDs have been extensively studied [18–21, 27–30], the
structure and the spin dynamics of such triplet states
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coupled with a magnetic impurity as never been investi-
gated until now.

In this work, we analyze how the triplet states of two
electrons couples with the spin of a magnetic atom. We
first investigate the exchange coupling of excited nega-
tively charged excitons (X−∗) with a Mn atom (S=5/2)
in a CdTe/ZnTe QD and analyze how the spin relax-
ation mechanism of the triplets is affected by the ex-
change interaction with the Mn spin. PL excitation spec-
tra (PLE) of X− coupled with a Mn (X−-Mn) exhibits
resonances with circularly polarized fine structure arising
from a direct excitation of triplet states exchanged cou-
pled with the Mn spin. The splitting of these absorption
resonances depends on the spin state Sz of the magnetic
atom. The direct injection of spin polarized e-h pairs on
the excited states can give rise to large cross-circularly
polarized emission. A model of the circularly polarized
fine structure of the PLE is presented.

In some of the charged dots, the emission of the neg-
atively charged biexciton coupled with the Mn (XX−-
Mn) is observed. It can be used as a monitor of the
optically active triplets states of X−∗-Mn as they are
left behind after the optical recombination of the com-
plex. Its linear polarization and magneto-optical proper-
ties are analyzed. The PL of XX−-Mn permits in par-
ticular to observe both the isotropic and the anisotropic
part of the e-h exchange interaction within the triplets.
Different directions of linear polarization are usually ob-
served in the fine structure of X−-Mn and XX−-Mn. This
shows the independence between the principal axis of the
strain induced valence band mixing (VBM) and the shape
anisotropy of the dots. The linearly polarized fine struc-
ture and the magnetic field dependence of XX−-Mn can
be modeled by a spin effective Hamiltonian. A slight
reduction of the anisotropic part of the e-h exchange in-
teraction is observed under a magnetic field applied along
the QD growth axis.

The rest of the paper is organized as follows. After
a short presentation of the sample and experiments in
section II, we discuss in section III the PL of negatively
charged Mn-doped QDs where the emission of charged
exciton and charged biexciton can be identified. In sec-
tion IV, we analyze the circularly polarized fine struc-
ture of the resonantly excited triplet states of X− cou-
pled with the spin of a Mn atom. In section V we discuss
the magneto-optics properties of the XX− coupled with a
magnetic atom and show how they can be used to access
the structure of the excited charged exciton triplet.

II. SAMPLES AND EXPERIMENTAL SETUP

In this study we use self-assembled CdTe/ZnTe QDs
grown by molecular beam epitaxy and doped with Mn
atoms. The growth method and structure of these dots
were presented in Ref. [31]. The concentration of Mn is
adjusted to obtain QDs containing 0, 1 or a few magnetic
atoms. n-type doping with aluminum is introduced in

the capping layer 30 nm away from the QD layer. When
doped with a single magnetic atom these dots permit to
optically access the spin of a Mn interacting with nega-
tively charged excitonic complexes.
Individual QDs are studied by optical micro-

spectroscopy at liquid helium temperature (T=4.2 K).
The sample is mounted in x, y, z piezo actuators and
inserted in a vacuum tube under a low pressure of He
exchange gaz. The tube is immersed in the variable
temperature insert of the cryostat filled with liquid He.
The sample temperature is measured thanks to a sen-
sor located in the copper sample holder. The cryostat is
equiped a vectorial superconducting coil and a magnetic
field up to 9 T along the QD growth axis and 2T in the
QD plane can be applied.
The PL is excited with a tunable dye laser (Coherent

CR599 with rhodamine 6G) and collected by a high nu-
merical aperture microscope objective (NA=0.85). For
spectral analysis, the PL is dispersed by a two meters
double grating spectrometer (1800 gr/mm) and detected
by a cooled Si CCD (Andor Newton).
A half wave plate in front of a linear polarizer is used to

analyze the linear polarization. For circular polarization
measurement, a quarter-wave plate oriented at 45° from
the linear polarization direction of the excitation laser
is introduced in the excitation and detection path. The
half-wave plate and linear polarizer are then used to se-
lect co-circularly or cross-circularly polarized PL. For the
PLE measurements, the power of the tunable dye laser
is stabilized with an electro-optic variable attenuator.

III. PL OF NEGATIVELY CHARGED
MN-DOPED QDS.

The typical emission of negatively charged Mn-doped
QDs are presented in Fig. 1. They present a complex
PL spectra which strongly depends on the excitation
power. However, among these emission lines, the PL of
the ground state of X−-Mn can be identified at zero mag-
netic field by (i) the number of PL lines and by (ii) the
linear polarization dependence of the PL (see for instance
QD1 in Fig. 1) [23, 24, 26]. Let us first recall here the
origin of this PL structure for X−-Mn. This will also be
used in the next sections to model the resonant excita-
tion of the charged exciton triplet states and will help to
understand the PL properties of the negatively charged
biexciton coupled with a Mn spin.
The emitting state of X−-Mn has two electrons and

one hole coupled to the Mn spin. The effect of the two
spin-paired electrons on the Mn can be neglected and X−-
Mn is governed by the hole-Mn interaction Hh−Mn =

Ih1MnS⃗ · J⃗ . Ih1Mn is the exchange integral of a hole
located in the ground state of the dot with the Mn spin.
In the heavy-hole approximation the twelve eigenstates
of Hh−Mn = Ih1MnSzJz, |Sz, Jz⟩ with z along the QD
growth axis, are organized as six doublets with defined
Sz and Jz [23, 26].
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FIG. 1. PL of QDs in a negatively charged Mn-doped sample.
QD1 ((a), Eex=2102 meV) is dominated by X−-Mn. Its lin-
early polarized structure is presented in the left inset (angles
are in degrees and zero-degree corresponds to either [100] or
[010] axis) and its magnetic field dependence in the right inset
(yellow corresponds to a maximum of intensity). Additional
PL lines can appear on the low energy side of the X−-Mn:
See XX−-Mn and XX-Mn in QD2 ((b), Eex=2079 meV), QD3
((c), Eex=2077 meV) and QD4 ((d), Eex=2074 meV). The pa-
rameters used in the model are Ie1Mn=-100 µeV , Ih1Mn=320
µeV , ρs/∆lh=0.15, θs = π/4, ge=-0.4, gh=0.5, gMn=2. A
line broadening with a Lorentzian of half width at half maxi-
mum of 50 µeV is included.

In the subspace of the two low-energy heavy-hole states
Jz=±3/2, a pseudo-spin operator j̃ can be used to take
into account a possible VBM [32, 33]. For a VBM in-
duced by an in-plane anisotropy of the strain, the compo-
nents of j̃ are related to the Pauli matrices τ by j̃z = 3

2τz
and j̃± = −2

√
3e−2iθsρs/∆lhτ±. ρs is the coupling en-

ergy between heavy-holes and light-holes split by the en-
ergy ∆lh and θs the angle relative to the [100] axis of the
principal axis of the anisotropy responsible for the VBM.

Recombination of one of the electrons with the hole
leaves a final state with an electron coupled to the Mn

by He−Mn = Ie1MnS⃗ · σ⃗. Ie1Mn is the exchange integral
of the electron in the ground state with the Mn. The
twelve eigenstates of the electron-Mn complex are split
into a ground state septuplet (total spin M = 3) and a
higher energy level with M = 2 (degeneracy of 5) [23].
We label them all as |M,Mz⟩.
For each of the 6 levels of X−-Mn there are 2 possi-

ble final states with either M = 2 or M = 3. The Mn
spin is not affected by the optical transition and their
weight is given by both optical and spin conservation
rules. We consider, for instance, a σ+ transitions where
the | ↓1,⇑1⟩ e-h pair is annihilated. After the recombina-
tion, the resulting state is |Sz, ↑1⟩. The intensity of the
optical transition from an initial state | ↑1, ↓1⟩ × |Sz,⇑1⟩
is proportional to the overlap ⟨M,Mz|Sz, ↑1⟩ (Clebsh-
Gordan coefficient of the composition of a spin 1/2 with
a spin 5/2).

The highest energy transition corresponds to the high
energy initial state | ↑1, ↓1⟩× |+5/2,⇑1⟩ and to the final
state | + 5/2, ↑1⟩ which is identical to |3,+3⟩ and gives
the highest optical weight. Transition to the final state
|2,Mz⟩ which does not contain any |+5/2, ↑1⟩ component
is forbidden. The other five doublets have optical weights
between 1/6 and 5/6 with both |2,Mz⟩ and |3,Mz⟩ final
states and the number of resolved lines is 11 [23, 24, 26].

A linear polarization map of the PL of X−-Mn is pre-
sented for QD1 in Fig. 1(a). Linearly polarized lines
(pointed by an arrow in the inset of Fig. 1(a)) are ob-
served slightly shifted to the low energy side of the cen-
ter of the structure. They arise from spin-flip interaction
between the Mn and the hole induced by the presence
of VBM [23]. Provided that ρs/∆lh << 1, the effect
of this interaction is small on all the h-Mn doublets ex-
cept for the states | − 1/2,⇑1⟩ and | + 1/2,⇓1⟩ which
are initially degenerated. Combinations of these states
are coupled, via linearly polarized photons, to the |2, 0⟩
and |3, 0⟩ electron-Mn states. Polarization directions are
controlled by the strain in the QD plane through the
Bir-Pikus Hamiltonian which describes the valence band
structure [34].

We can obtain numerical values of Ih1Mn, Ie1Mn and
ρs/∆lh comparing the transition probabilities calculated
from a diagonalization of Hh−Mn and He−Mn with the
experimental data (inset of Fig.1(a)). A VBM is ob-
served in most of the QDs but the value of the coefficient
ρs/∆lh shows that the hole-Mn exchange interaction re-
mains highly anisotropic (dominant heavy-hole charac-
ter). These parameters can be confirmed by an analy-
sis of the magnetic field dependence of the emission. A
longitudinal magnetic field dependence is presented in
Fig. 1(a) and compared with the result of the modeling
with the same parameters as the one used to calculate
the linear polarization map at zero field.
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Under high excitation power, additional emission mul-
tiplets usually appear on the low energy side of X−-Mn
(see QD2, QD3, QD4 in Fig. 1). As we will discuss in sec-
tion V, they correspond to neutral and charged biexciton
interacting with the Mn spin.

IV. EXCITED STATES IN NEGATIVELY
CHARGED MN-DOPED QDS.

Let us first focus on the optical properties of the singly
charged exciton. PLE spectra of X−-Mn are presented in
Fig. 2 for two QDs, QD1 which presents a large ground
state exchange splitting and QD5 with a weaker splitting.
For both QDs, absorption resonances in the PLE spectra
are observed on top of an absorption background. For
a cross-linear excitation/detection configuration (πcross),
absorption structure with an asymmetric cross-like shape
are observed in the PLE intensity maps (see details in
Fig. 2(e) for QD1 and Fig. 2(h) for QD5).

When spin-polarized e-h pairs are injected through cir-
cularly polarized photo-excitation on excited states, PLE
spectra reveals resonances with a strong circular polar-
ization dependence. This is illustrated in Fig. 2(f) and
2(g) for QD1 and Fig. 2(i) and 2(j) for QD5. The co-
circularly polarized (σco) and the cross-circularly polar-
ized (σcross) PLE intensity maps clearly show a different
excitation energy dependence with a positive slope in σco

(i.e. low energy excitation gives a PL on the low energy
(LE) line and high energy excitation gives a PL on the
high energy (HE) line) and a negative slope in σcross (i.e.
low energy excitation gives a PL on the HE line and high
energy excitation gives a PL on the LE line). The ob-
servation of strongly circularly polarized emission (either
σco or σcross) shows first that the spin of the hole-Mn
complex is well conserved during the lifetime of X−.
For each line of X−-Mn, PLE resonances displaying a

fine structure doublet are resolved in the circularly po-
larized PLE maps. This is particularly clear on the HE
and LE lines. For instance, as detailed for QD1 in Fig. 3,
a switching between positive and negative circular po-
larization rate is observed as the laser excitation energy
is increased around the excited states at 2116 meV and
2121 meV.

The splitting of the observed absorption doublet de-
pends on the X−-Mn line. In particular, as shown in
Fig. 3(a), the order of circularly polarized PLE reso-
nances is reversed for detection on LE (Fig. 3(a), left
panel) and for detection on HE (Fig. 3(a), right panel).
For detection on LE when the excitation energy is in-
creased, the σco emission is first observed. The order
is reversed for a detection on HE where the σcross PL
appears first. For a detection in the center of the PL
spectra, the two absorption resonances are usually not
resolved in the PLE spectra.

Such doublet structure with a circular polarization re-
versal can usually be observed on different excited states
of X−-Mn. The measured splitting is changing from an

FIG. 2. Polarized fine structure of the excited states in two
negatively charged Mn-doped QDs, QD1 with a large X−-
Mn splitting and QD5 with a smaller splitting. (a) and (b)
present PL of X−-Mn in QD1 (Eex=2102 meV) and QD5
(Eex=2097 meV) respectively. (c) and (d) are PLE intensity
map in πcross excitation/detection configuration for QD1 and
QD5 respectively. (e), (f) and (g) present details of PLE of
QD1 for the excited states highlighted in (c) in πcross, σcross

and σco configuration respectively. (h), (i) and (j) present
details of PLE of QD5 for the excited states highlighted in
(d) in πcross, σcross and σco configuration respectively. In the
PL maps, yellow corresponds to a maximum of intensity.

excited state to another and from dot to dot. This is
illustrated for instance by a comparison of exited states
in QD1 and QD5. Whereas the splitting between the
σco and the σcross PLE resonances measured on the low
energy line ∆LE ≈ 1.4meV on QD1 (Fig. 2(e)), a much
larger value is observed on QD5 with ∆LE ≈ 2.2meV
(Fig. 2(h)). QD5 with the smallest carriers-Mn exchange
interaction in the ground state of X−-Mn presents the
largest splitting in the excited states doublets.
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FIG. 3. (a) Circularly polarized PLE spectra of X−-Mn in
QD1 for a detection on the low energy line LE (left) and
on the high energy line HE (right). (b) Corresponding cir-
cular polarization rate. (c) Circularly polarized PL spectra
obtained for a resonant excitation on (1) (left panel) and on
(2) (right panel). The low energy and the high energy PL
lines are labeled by LE and HE respectively.

A. The triplet states of the charged exciton
coupled with a Mn spin.

To understand this circularly polarized structure in the
PLE, one has to consider that the optical injection of an
e-h pair on an excited state of a negatively charged QD
creates an excited negatively charged exciton, X−∗-Mn.
It consists of a resident electron in the ground state of the
dot and an e-h pair in the resonantly addressed excited
state.

For a sufficiently large confinement of the carriers on
the excited state, the e-e and the e-h exchange interac-
tion induce a fine-structure of X−∗-Mn (Fig. 4). In a
non-magnetic dot, the strongest term is the e-e exchange
interaction which reduces in a spherical approximation
to a Heisenberg Hamiltonian [28]:

He1,e2 = ∆eeσ⃗1.σ⃗2 (1)

where σ⃗1 (σ⃗2) is the spin operator of the electron on the
ground (excited) state and ∆ee < 0 the exchange integral.

This Hamiltonian splits the excited singlet of the two
electrons S∗

0 with total angular momentum I = 0 (where
I = σ1 + σ2) from the lower energy triplet states T0,
T±1 with I = 1 and Iz=0,±1. This splitting is typically
equal to a few meV for an electron on an excited state
of InAs/GaAs self-assembled QDs [18, 19] and could be
larger in II-VI compounds presenting a larger Coulomb
interaction.
Within X−∗, the e-h exchange interaction ∆0 is a

smaller correction (typically a few 100µeV [21]) which
splits the triplet states (see Fig. 4(a)). The two elec-
trons are coupled to each other much strongly than each
of them with the hole. One can then consider the ex-
change interaction of the three particles as an interaction
of the hole spin with the total spin of the two electrons
I = σ1+σ2. This e-h exchange interaction can be written
in a compact form [29]:

He1e2h2
= 2∆̃0Izσ

h
z + ∆̃1(Ixσ

h
x + Iyσ

h
y ) (2)

with σh
i = 1/2τi (with τi the Pauli matrices) acting on

the heavy-hole subspace. ˜∆0,1 = 1/2(∆0,1
1 + ∆0,1

2 ) is an
average of the hole exchange interaction with the elec-
tron on the ground (∆0,1

1 ) and excited (∆0,1
2 ) state. The

second term in (2) is an effective description of the long
range part of the e-h exchange interaction which becomes
non-zero in an anisotropic confinement potential [32, 35].
In the case of a simple e-h pair in the QD ground state,

this effective spin Hamiltonian with ∆̃0 <0 stabilizes the
states with parallel electron and hole spins (split the high
energy radiative and the low energy non-radiative exci-
tons) and split the high energy radiative exciton with the

energy ∆̃1 (usual fine structure splitting of the exciton).
In the case of X−∗, this e-h exchange interaction splits

the electron triplet states [27, 29]. According to [27], the
charged exciton states read :

| ± 1

2
⟩T = T∓1| ± 3

2 ⟩2 =
(
| ∓ 1

2 ⟩1| ∓
1
2 ⟩2

)
| ± 3

2 ⟩2

| ± 3

2
⟩T = T0| ± 3

2 ⟩2

= 1√
2

(
|+ 1

2 ⟩1| −
1
2 ⟩2 + | − 1

2 ⟩1|+
1
2 ⟩2

)
| ± 3

2 ⟩2

| ± 5

2
⟩T = T±1| ± 3

2 ⟩2 =
(
| ± 1

2 ⟩1| ±
1
2 ⟩2

)
| ± 3

2 ⟩2 (3)

where |σz⟩i (|Jz⟩i) is the spin state of an electron (hole)
on level i. The X−∗ triplet states (|± 1

2 ⟩T , |±
3
2 ⟩T , |±

5
2 ⟩T )

are labeled with their total angular momentum projec-
tions along the QD growth axis z. The non-diagonal

exchange terms ∆̃1 couples the triplet states T−1| + 3
2 ⟩2

and the states T0| − 3
2 ⟩2 on one side and T+1| − 3

2 ⟩2 and

T0| + 3
2 ⟩2 on the other side [27, 29]. The | ± 5

2 ⟩T triplet
states only contain e-h component in the excited state
with parallel electron and hole spins with an angular mo-
mentum ±2. They cannot be created by a resonant op-
tical excitation (angular momentum ±1) and are dark.
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FIG. 4. (a) Scheme of the energy levels of a resonantly cre-
ated X−∗-Mn. (b) Calculated energy levels of the X−∗ triplet
states interacting with a Mn spin. The intensity gives the
bright exciton (σ+) component and only the bright triplets
appear. The parameters used in the calculation are: Ie2Mn=0
µeV , ∆̃ee=-5000 µeV , ∆̃0=-580 µeV , ∆̃1=0 µeV , ρs/∆lh=
0, θs= 0 and (left) Ie1Mn=-30µeV , Ih2Mn=50 µeV , (center)
Ie1Mn=-80µeV , Ih2Mn=180 µeV and (right) Ie1Mn=-80µeV ,

Ih2Mn=180 µeV and ∆̃1=250 µeV .

In a Mn-doped QD, these split X−∗ states interact with
the spin of the magnetic atom. This can be described by
the carriers-Mn spin effective Hamiltonian:

HX−∗−Mn = He1e2h2
+

Ie1Mnσ⃗1S⃗ + Ie2Mnσ⃗2S⃗ + Ih2MnJ⃗2S⃗ (4)

where IeiMn (IhiMn) are the exchange integrals between
the electrons (hole) and the Mn spins. The exchange in-
tegrals for carriers on excited states depend on the over-
lap with the magnetic atom and can significantly change
from an excited state to another. As for carriers confined
in the ground state, the exchange interaction is expected
to be dominated by the anti-ferromagnetic coupling with
the hole spin. It can also be affected by a possible VBM.
Calculated energy levels of the triplets states of X−∗

interacting with a Mn spin are presented in Fig. 4(b). If
the exchange interaction with the Mn spin is weaker than

the e-h exchange interaction ∆̃0, it further splits into
six levels the optically active states of X−∗ (Fig. 4(b),
left panel). The largest splitting is obtained for the
highest energy triplet states | ± 1/2⟩ where the anti-
ferromagnetic interaction with the hole and ferromag-
netic interaction with both electrons add. The splitting
of the lower energy states | ± 3/2⟩ is only controlled by
the exchange interaction with the hole spin on the ex-
cited state. The lowest energy triplet is dark and do not
appear in Fig. 4(b) which only displays a bright exciton
component |⟨TiJz2Sz| ⇑2↓2⟩|2.
The two bright triplets can overlap if the energy shift

induced by the exchange interaction with the Mn is larger
than the e-h exchange splitting ∆̃0 (Fig. 4(b), center
panel). In the presence of an anisotropic e-h exchange
interaction a gap appears in the center of the structure
(Fig. 4(b), right panel, around 4.8 meV). The width of

the gap is controlled by ∆̃1. This mixing can induce lin-
ear polarization in the absorption of the triplets with po-
larization directions controlled by the shape anisotropy
of the wave function in the excited state. Neglecting this
possible mixing, each level of the split triplet corresponds
to a given spin state Sz of the Mn.

B. Circularly polarized fine structure of the
excited states in a charged Mn-doped QD.

The optical excitation of an excited state of a charged
dot creates a triplet state of X−∗-Mn. Independently
of its spin, the optically created hole can relax towards
the ground state of the dot. For the electron, because
of the Pauli exclusion, the relaxation channels are not
straightforward and depends on the relative orientation
of the resident and injected electrons’ spin. For a given
Mn spin state Sz, the relaxation of X−∗-Mn towards X−-
Mn will then depend on the triplet state which is created.
Let’s consider for instance a σ+ excitation which cre-

ates an e-h pair | ↓2,⇑2⟩ on an excited state of a charged
magnetic dot. This e-h pair is exchanged coupled with
the electron resident on the ground state and the em-
bedded Mn atom. The exchange interaction with the
Mn spin is dominated by the anti-ferromagnetic coupling
with the spin up hole | ⇑2⟩. In a first approximation, the
lowest energy triplet states | ± 5

2 ⟩T are dark and cannot
produce any significant resonance in the PLE spectra.
When a spin up electron | ↑1⟩ is present in the dot, an

absorption can occur on the triplet state | + 3
2 ⟩T . The

lowest energy triplet state |T0,⇑2,− 5
2 ⟩ is associated with

Sz=-5/2 (Fig. 5(a)). It can be created by an optical
transition from the electron-Mn state | − 5/2, ↑1⟩. Two
transitions are possible from M=2 or M=3. The inten-
sity of the transitions are respectively proportional to
|⟨2,−2| − 5

2 , ↑1⟩|
2=5/6 and |⟨3,−2| − 5

2 , ↑1⟩|
2=1/6. This

gives rise to a large intensity transition from M=2 and a
higher energy less intense transition from M=3. As the
resident and created electrons have anti-parallel spins,
the injected exciton can relax to the ground state with
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FIG. 5. Path of resonant optical excitation and spin relax-
ation in a negatively charged Mn-doped QD which contains
a spin up electron | ↑1⟩ ((a) and (b)) or a spin down electron
| ↓1⟩ ((c) and (d)). Only the case of resonant excitation on
the low and the high energy levels of the split triplet states
are presented.

a conservation of the spin of both the electron and the
hole. This relaxation does not involve an interaction
with the Mn spin which is expected to be conserved.
This triplet state relaxes to the low energy X−-Mn level
| − 5

2 , ↑1, ↓1,⇑1⟩ without any spin-flip and recombines
emitting a σ+ photon (i.e. co-polarized with the excita-
tion) on the low energy line of X−-Mn (final state M=2)
or at slightly higher energy on a less intense transition
towards the level M=3.

For a spin state of the Mn Sz=+5/2 and a resident spin
up electron | ↑1⟩, the absorption takes place on the high
energy level of the | + 3/2⟩T bright triplet |T0,⇑2,+

5
2 ⟩

(Fig. 5(b)). This state can also relax to X−-Mn without
any spin-flip. It ends up on the states | + 5

2 , ↑1, ↓1,⇑1⟩
and produces a co-polarized (σ+) emission on the high
energy line of X−-Mn.

With an increase of the excitation energy, one succes-
sively excites the different spin states of the Mn giving
rise to successive co-polarized emission on the different
X−-Mn lines starting from the low energy side to the
high energy side of the X−-Mn spectra.

Lets now consider that the resident electron is spin
down, | ↓1⟩. For a σ+ excitation which creates an e-h pair
| ↓2,⇑2⟩, an absorption cannot occur on the triplet states
|±3/2⟩T as they do not contain components with parallel

electron spins. An absorption can take place at higher
energy on the charged exciton states | + 1

2T
⟩ associated

with the electron triplet T−1.
The exchange interaction with the magnetic atom is

still dominated by the anti-ferromagnetic coupling with
the spin up hole | ⇑2⟩ and the lowest energy state that can
be excited corresponds to Sz=-5/2 (state |T−1,⇑2,− 5

2 ⟩
in Fig. 5(c)). Now, the resident and created electrons
have parallel spins (both spin down in this case) and
the relaxation to X− from T−1 | ⇑2⟩ cannot occur di-
rectly. The relaxation requires an e-h flip-flop to the
state T0 | ⇓2⟩ before relaxing to the X− singlet state
S0 | ⇓1⟩ [18, 21]. The Mn spin is not involved in this
relaxation process. It is conserved and the final state
after relaxation, | − 5

2 , ↓1, ↑1,⇓1⟩, has parallel hole and
Mn spins. This corresponds to the highest energy X−-
Mn state which recombines emitting a σ− photon (i.e
cross-polarized with the resonant excitation) on the high
energy line (Fig. 5(c)).
For a spin state of the Mn Sz=+5/2 and a spin down

resident electron | ↓1⟩, a σ+ excitation creates the state
|T−1,⇑2,+

5
2 ⟩, the high energy level associated with the

triplet |+ 1
2 ⟩T . Two optical transitions are possible, from

M=2 and M=3 (Fig. 5(d)). An e-h flip-flop is also re-
quired for the relaxation toward the low energy X−-Mn
state | + 5

2 , ↓1, ↑1,⇓1⟩. It recombines on the two low en-
ergy lines of X−-Mn emitting a σ− photon.
In this case, an increase of the excitation energy

gives rise to successive cross-circularly polarized emis-
sion starting from the high energy to the low energy line
of X−-Mn PL spectra. This series of cross-circularly po-
larized PLE resonances is shifted towards high energy
compared to the σco structure by the isotropic part of

the e-h exchange interaction ∆̃0.
The series of co-circularly polarized and cross-

circularly polarized PLE resonances are at the origin of
the circularly polarized cross-like structure observed in
the PLE spectra of X−-Mn (Fig. 2). For a given emis-
sion line of X−-Mn, we can assign the observed doublets
in the PLE spectra to the excitation of the two bright
triplet states of X−∗. The relative energy positions of
the absorption lines giving rise to the σco and σcross PL

are controlled both by the e-h exchange interaction ∆̃0

and the exchange coupling with the Mn spin.
Calculated PLE spectra of X−-Mn are presented in

Fig. 6. In this model we consider that the QD contains
a spin up electron | ↑1⟩ (identical results are obtained
with a spin down electron by reversing all the circular
polarizations). For an estimation of the PLE spectra we
also consider that the spin of the Mn and of the resident
electron are conserved during the optical transitions and
during the relaxation of the optically created e-h pair
from an excited state of the dot to the ground state of
the charged exciton.
To obtain the PLE signal, we first calculate the absorp-

tion amplitude of the transition between the e-Mn levels
in the ground state and each triplet state of the charged
exciton in the excited state. The amplitude of transition
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FIG. 6. Calculated PLE spectra of X−-Mn for a QD contain-
ing a spin up electron | ↑1⟩. PLE of the 11 emission lines of
X−-Mn are displayed for a σ+ detection and a σ+ excitation
(red) or σ− excitation (black). Spectra are shifted for clarity
and a line broadening with a Lorentzian of half width at half
maximum of 50µeV is included. Bottom trace: detection on
the low energy line (LE). Top trace: detection on the high
energy line (HE). The parameters used in the calculations

are Ie1Mn= -30µeV , Ie2Mn= 0µeV , Ih2Mn= 100µeV , ∆̃0=

-75µeV , ∆̃1= 0µeV , ∆ee = −5000µeV , ρs/∆lh= 0, θs= 0.
These values reproduce the order of magnitude of the split-
ting and shift observed on the triplet states in QD1.

is calculated in each circular polarization. For instance,
for a resident electron spin up | ↑1⟩, the amplitude of the
σ+ transitions which creates an e-h pair | ↓2,⇑2⟩ is given
by the overlap ⟨M,Mz|Sz, ↑1, ↓2,⇑2⟩. This corresponds
to an excitation of the triplet state T0| ⇑2⟩.
For a given line of X−-Mn, the PL is then given

by the product of the intensity of the considered tran-
sition |⟨M,Mz|Sz, ↑1⟩|2 by the probability of the ab-
sorption which creates an excited charged exciton state
|Sz, ↑1, ↓2,⇑2⟩ for a σ+ excitation or |Sz, ↑1, ↑2,⇓2⟩ for a
σ− excitation. The first one gives rise to a σco emission
whereas the second one corresponds to a σcross PL.

In the results presented in Fig.6 an absorption series
with a positive slope (i.e. low energy excitation gives
a PL on the low energy line and high energy excitation
gives a PL on the high energy line) produces a σco emis-
sion and a second series of absorption with a negative
slope, slightly shifted to higher energy gives rise to σcross

PL. This corresponds to the situation observed in the
experiments displayed in Fig. 2 and Fig. 3. In the exper-
iments, the broadening of the line prevents the observa-
tion of the detailed structure of the calculated excitation
spectra but a good overall agreement with the model is
observed (Fig. 6).

The anisotropic part of the e-h exchange interaction

∆̃1 can mix bright triplet states associated with the same
Mn spin state. This can introduce some deviation from
the purely circularly polarized optical selection rules and
induce a perturbation or an energy gap in the center of
the absorption structure.

V. NEGATIVELY CHARGED BIEXCITON
COUPLED WITH A MN SPIN

The interaction of the triplet states of X−∗ with the Mn
spin can also be observed in the emission of a negatively
charged biexciton. In charged magnetic QDs under high
excitation power, additional emission lines appear on the
low energy side of X−-Mn. The neutral biexciton (XX-
Mn) is easily identified with its six lines PL structure
and its superlinear excitation power dependence [36, 37].
However, as presented in Fig. 7 for QD3 and QD4, more
complex structures consisting in two groups of lines sep-
arated by a central gap can also appear. The groups of
lines are partially linearly polarized along two orthogo-
nal directions (Fig. 8). The polarization rate decreases
from the center to the outside of the PL structure. The
excitation power dependence of the negatively charged
exciton is almost linear at low excitation power (Fig. 7).
The lowest-energy group of lines appears only at high ex-
citation power and its dependence on excitation power is
almost identical to that observed for the biexciton, and
is superlinear (Fig. 7).
This PL structure corresponds to a recombination of

a negatively charged biexciton interacting with the mag-
netic atom (XX−-Mn). XX− consists of two holes and
three electrons [27, 38]. Within this complex, the total
angular momentum of the two holes as well as the total
spin of the two electrons which are in the lowest energy
state of the dot are zero. XX− is then twice degenerate
with respect to the spin of the third electron (| ↑1⟩ or
| ↓1⟩) occupying an excited state of the dot.
The PL of XX− arises from the recombination of an

e-h pair in the lowest energy level of the dot. An excited
charged exciton with an electron in an excited state and
an e-h pair in the lowest energy state is left behind as
the final state of the radiative recombination (Fig. 9).
This excited charged exciton is different from the one
created by a resonant excitation on an excited state as
now the hole is in the lowest energy state of the QD. It is,
however, similarly split into a high energy singlet and a
lower energy triplet by the e-e exchange interaction. The
triplet states are also split by the e-h exchange interac-
tion. The e-e exchange interaction involves an electron in
the lowest energy state and one in an excited state and is
identical to the one we discussed for the PLE of X−-Mn.
The exchange interaction of the electron with the hole
which is now confined on the lowest energy state of the
dot is expected to be larger than the one observed for
the resonantly excited X−∗ (section IV) where the hole
is less confined on an excited state.
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FIG. 7. (a) Excitation power dependence of the PL of
QD3 ((a), Eex=2077 meV) and QD4 ((b), Eex=2074 meV).
Left: Linearly polarized PL spectra for two excitation pow-
ers. Right: power dependence of the integrated PL intensity
of X−-Mn and XX−-Mn (and XX-Mn for QD3). Solid lines
correspond to linear (black) and quadratic (red) fits. See Fig.8
for a detailed linear polarization study of QD3 and QD4.

In non-magnetic QDs, the recombination of XX− to-
wards the two bright triplet states of X−∗ give rise to a

PL doublet split by the e-h exchange interaction ∆̃0 [27].
In the presence of an anisotropic confinement potential,
these optically active triplet states are coupled by the

energy ∆̃1 and become partially linearly polarized.
In a magnetic QD, the spin of the electron in the ex-

cited state, σ⃗2, is exchange coupled with the spin of the

magnetic atom S⃗ (Fig. 9). As in the case of X−-Mn de-
scribed in section III, the isotropic coupling between the
electron spin 1/2 and the spin 5/2 of the atom should
result in two energy levels with total angular momen-
tum M=2 and M=3. The splitting is controlled by the
exchange interaction of the electron in the excited state
with the Mn spin, Ie2Mn. Because of the weaker con-
finement in the excited state, a value Ie2Mn < Ie1Mn is
expected.

A. Polarized fine structure of the negatively
charged biexciton

In the final state of the optical recombination of XX−-
Mn, each triplet state of X−∗-Mn interacts through the
exchange interaction with the Mn atom. This interaction
is dominated by the anti-ferromagnetic coupling with the

FIG. 8. (a) Linear polarization properties of the PL of X−-
Mn, XX-Mn and XX−-Mn in QD3 (Eex=2077 meV). The
direction of polarization are measured with respect to the
[100] or [010] axis. (b) Linear polarization properties of the
PL of XX−-Mn (left) and X−-Mn (right) in QD2 (Eex=2079
meV). (c) Linear polarization properties of the PL of XX−-
Mn (left) and X−-Mn (right) in QD4 (Eex=2074 meV). (d)
and (e), linearly polarized PL spectra of, respectively, XX−-
Mn and X−-Mn in QD2 (Eex=2079 meV). The directions of
linear polarization correspond to the doted lines in (b). In
the PL maps, yellow corresponds to a maximum of intensity.

heavy-hole in the QD ground state and, for each triplet
state, results in a splitting into six energy levels. The en-
ergy shift induced by this exchange interaction compete

with the anisotropic exchange interaction term ∆̃1. ∆̃1

mix the two bright triplet states, can induce a gap in the
center of the PL structure and a linear polarization rate.
The presence of the magnetic atom permits to inde-

pendently observe two sources of anisotropy: the VBM
responsible for the linear polarization in the center of
X−-Mn and the long-range exchange interaction in an
anisotropic potential responsible for the linear polariza-
tion of XX−-Mn. As revealed by the polarization map
presented in Fig. 8 for QD2, QD3 and QD4, the direc-
tions of linear polarization observed for the two charged
complexes are in general not identical. The direction
of polarization are measured with respect to the [100] or
[010] axis of the sample (i.e. at 45◦ from the easy cleavage
axis of the substrate). In the investigated QDs, the direc-
tion of polarization for XX−-Mn are roughly aligned with
the [100] or [010] axis.The direction of linear polarization
of X−-Mn are more fluctuating. They can be aligned
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FIG. 9. Scheme of the energy levels of the initial and final
states in the optical recombination of a negatively charged
biexciton in a Mn-doped QD.
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FIG. 10. Model of the linear polarization properties of XX−-
Mn. The direction of linear polarization are indicated with
respect with the [100] axis. (a) Intensity map of the linearly
polarized PL. (b) PL spectra along two orthogonal direc-
tions pointed by dashed lines in (a). Calculation is performed

with Ie1Mn= -70µeV , Ie2Mn=0 µeV , Ih1Mn= 230µeV , ∆̃0=

-700µeV , ∆ee=-5000µeV , ∆̃1= 350µeV , ρs/∆lh=0.2, θs=
π/4, ξ=0.15. These values reproduce the order of magnitude
of the splittings observed for XX−-Mn in QD2 or QD4. A line
broadening with a Lorentzian of half width at half maximum
of 50 µeV is included. In the PL map, yellow corresponds to
a maximum of intensity.

with the direction of linear polarization of XX−-Mn as
in QD3, along the [110] axis as in QD4, or at an inter-
mediate angle (around 30◦ in QD2). This directly shows
that the shape anisotropy responsible for linear polariza-
tion of XX−-Mn and the strain anisotropy responsible
for the linear polarization of X−-Mn are independent in
these self-assembled QDs.

To analyze in more details the emission of XX−-Mn, we
use a spin effective model. In the initial state, XX−-Mn
can be split by the weak electron-Mn exchange interac-

tion Ie2Mnσ⃗2S⃗. In the final state, the triplets of X−∗ are
split by the e-h exchange interaction

FIG. 11. PL intensity map of the longitudinal magnetic field
dependence of QD2 (Eex=2079 meV), QD3 (Eex=2077 meV)
and QD4 (Eex=2074 meV). (a) Magnetic field dependence of
X−-Mn, XX-Mn and XX−-Mn in QD3. (b) and (c): Magnetic
field dependence of XX−-Mn in QD2 and QD4 respectively.
(d) and (e): Detail of the low field dependence of XX−-Mn in
QD2 and QD4. (f) and (g): Detail of the low field dependence
of X−-Mn in QD2 and QD4 respectively. In (d), (e), (f) and
(g) the rectangles highlight regions where anti-crossings take
place. In (e), a circle highlight weak perturbations induced
by VBM. Yellow corresponds to a maximum of intensity.

He1e2h1
= 2∆̃0Izσ

h
z + ∆̃1(Ixσ

h
x + Iyσ

h
y ) (5)

The exchange constant ˜∆0,1 differ from the one dis-
cussed for the resonant excitation of X−∗-Mn where the
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hole is weakly confined on an excited state of the dot.
In the final state of the XX− recombination, the hole is
more strongly confined on the lowest energy state of the
dot. One can expect a larger exchange interaction with
the electron resulting in a larger splitting of the triplet
and a stronger influence of a possible shape anisotropy.

The triplet states are further coupled with the Mn
atom and the X−∗-Mn Hamiltonian reads:

HX−∗−Mn = He1e2h1
+

Ie1Mnσ⃗1S⃗ + Ie2Mnσ⃗2S⃗ + Ih1MnJ⃗1S⃗ (6)

Under non-resonant optical excitation, the injected e-
h pair is not spin polarized and all the XX−-Mn states,
weakly split by the e-Mn exchange interaction, are pop-
ulated with equal probabilities. The emission spectra
can be obtained by calculating the overlap of the ini-
tial e-Mn states ⟨M,Mz| with each of the triplet level
in the final state of the transition, |T∓1, Jz1 = ± 3

2 , Sz⟩,
|T0, Jz1 = ± 3

2 , Sz⟩ and |T±1, Jz1 = ± 3
2 , Sz⟩. However,

transitions towards the dark triplets |T±1, Jz1 = ± 3
2 , Sz⟩

are forbidden. For a σ+ recombination for instance, the
intensities of the optically active transitions are given
by |⟨M,Mz|T+1, Jz1 = − 3

2 , Sz⟩|2 and |⟨M,Mz|T0, Jz1 =

− 3
2 , Sz⟩|2.
Results of a modeling of the PL of XX−-Mn are pre-

sented in Fig. 10. In this model, ∆̃0 controls the split-
ting between the two groups of lines. The long range

exchange coupling term ∆̃1 controls the central gap and

the linear polarization rate. ∆̃1 is chosen to be real mean-
ing that the shape anisotropy is oriented along the [100]
axis. The main feature of the emission spectra and their
linear polarization dependence can be reproduced by the
spin effective model. A good agreement can be obtained
neglecting the exchange interaction of the magnetic atom
with the electron spin in the excited state of the dot. As
it will be confirmed by magneto-optic measurements, a
VBM induced by in-plane strain anisotropy can produce
an additional small gap on the high energy side of the
spectra (circle in Fig.11(e)).

B. Magneto-optical properties of the negatively
charged biexciton

The observation of the evolution of the emission of
XX−-Mn under magnetic field permits to probe the
magneto-optic properties of the charged exciton triplets
interacting with the magnetic atom. Magnetic field de-
pendence of different charged excitonic complexes are
presented in Fig. 11 for QD2, QD3 and QD4.

For XX−-Mn, the energy gap induced by ∆̃1 which
is almost at the center of the emission structure at zero
magnetic field evolves towards the low energy side in σ+
polarization and towards the high energy side in σ− po-
larization. Some anti-crossings are usually observed at

weak magnetic field (in the range 2T - 3T) in σ+ polar-
ization (see detailed weak field scan of QD2 and QD4 in
Fig. 11(d) and (e)). The width of the central gap slightly
decreases when a longitudinal magnetic field is applied.
This is particularly clear between 0 and 5T.
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FIG. 12. (a) Longitudinal magnetic field dependence of the
PL intensity of a XX−-Mn calculated with the parameters:
(a) Ie1Mn=-70µeV , Ie2Mn= 0µeV ,Ih1Mn= 230µeV , ∆̃0= -

700µeV , ∆̃1=350 µeV , ∆ee= -5000µeV , ρs/∆lh= 0, θs= π/4,
ξ=0, ge1=-0.4, ge2=-0.4, gh=0.5, gMn=2, γ=2.5µeV T−2. (b)
same as (a) with ξ=0.15. (c) same as (a) with ξ=0.15 and
ρs/∆lh= 0.2. A line broadening with a Lorentzian of half
width at half maximum of 50 µeV is included. Yellow corre-
sponds to a maximum of intensity.

The overall behavior of the magnetic field dependence
can be reproduced by a spin effective model (Fig. 12). For
this model, Zeeman energies of the carriers and magnetic

atom spins, giµBS⃗i.B⃗, are included in the zero field spin
Hamiltonian (6). A diamagnetic shift of the excitonic
complex γB2 is also added. The electron-Mn coupling
in the initial state, Ie2Mn, is neglected as a value larger
than a few tens of µeV would produce anti-crossings in
the low magnetic field region which are not resolved in
the experimental spectra.

The series of anti-crossings observed in the low mag-
netic field region around 2T-3T in σ+ polarization can
also be reproduced by the model (Fig. 12(b)). Similar
perturbations are observed for X−-Mn but on σ− polar-
ized lines which shift towards low energy under a positive
magnetic field (see highlighted area in Fig. 11(f) and (g)).
This is the opposite in the XX−-Mn case.

These levels mixing arise from a VBM induced by shear
strain. As in the case of in-plane strain anisotropy, such
VBM can be described by effective spin operators acting
on the heavy-hole sub-space j̃+ = ξ

√
3τz, j̃− = ξ∗

√
3τz

and j̃z = 3/2τz [33]. The mixing occurs in the initial
state of the optical transition for X−-Mn when the Zee-
man energy of the Mn compensate the hole-Mn exchange
interaction and hole-Mn levels overlap. The same thing
occurs in the final state of the transition in the case of
the XX−-Mn when the Zeeman energy of the Mn com-
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pensate the bright exciton-Mn exchange splitting (the
electron-Mn exchange interaction in the excited state can
be neglected).

A perturbation of the spectra in the form of a small
gap can appear on the high energy side of the XX−-Mn
spectra in some of the dots. As shown by the result of
the model presented in Fig. 12(c), it is produced by the
presence of VBM induced by in-plane strain anisotropy.

FIG. 13. (a) Transverse magnetic field dependence of the
PL of XX−-Mn in QD4 (Eex=2074 meV). The magnetic field
is applied along the [100] or [010] axis. (b) Model of the
transverse magnetic field dependence of XX−-Mn calculated
with the same parameters as for Fig 12(c) and a magnetic
field applied along the [100] axis. A line broadening with
a Lorentzian of half width at half maximum of 50 µeV is
included. Yellow corresponds to a maximum of intensity.

The slight decrease of the width of the central gap
observed at large magnetic field is not reproduced by
the model. It likely corresponds to a decrease of the
anisotropic part of the e-h exchange interaction with the
increase of a longitudinal magnetic field. A similar re-
duction of the e-h exchange interaction was already ob-
served in the magneto-PL of a doubly charged exciton
coupled with a Mn [39]. This decrease can be induced
by a decrease of the anisotropy of the wave-function in
the excited state under longitudinal magnetic field which
cannot be described by a spin effective model.

As presented in Fig. 13(a), under a magnetic field ap-
plied in the plane of the QD (transverse magnetic field),
each PL line of XX−-Mn splits into multiplets. These
splittings result from a mixing of the Mn spin states by
the transverse magnetic field. As the Mn levels within
XX−-Mn are only weakly coupled with the electron a
weak transverse field split the magnetic atom spin states.
They are then quantized in the QD plane along the di-
rection of the applied magnetic field, x.

In the final state, the Mn is exchanged coupled with

the e-h pair confined in the lowest energy state of the QD.
We can then define an effective quantization axis for the
Mn spin, the A axis, orientated along the sum of applied
and exchange fields. As observed for neutral and singly
charged exciton [6, 24], at low applied transverse field the
effective field is dominated by exchange interaction with
the hole quantized along the QD growth axis z. During
the optical recombination, the Mn spin has to pass from
an eigenstate of Sx to an eigenstate of SA. A system
with spin S prepared with a spin projection Sx along x
can be measured to have any of the projection SA along
A with probabilities given by the rotation matrix of a
spin S. Each XX−-Mn state associated with a given Sx
Mn spin can then recombine on any of the SA final X−∗-
Mn spin states, except when the two quantization axes
are identical. As reproduced by the model presented in
Fig. 13(b), this increases the number of emission lines
and each transition observed at zero field splits in a large
fan.

VI. CONCLUSION

To conclude, we examined two ways to probe the ex-
change interaction of the triplet states of an excited neg-
atively charged exciton with the spin of an individual
magnetic atom (Mn) in a QD: the direct excitation of
the excited states of X−-Mn and the detection of the PL
of XX−-Mn.
The excitation of the triplet state of a charged exci-

ton reveals that the negative circular polarization is con-
served in the presence of the magnetic atom. This shows
that in the investigated QDs, despite the exchange cou-
pling with the magnetic atom, the spin relaxation of the
electron triplets remains dominated by the e-h exchange
interaction. The emission of XX−-Mn permits to observe
independently the isotropic and anisotropic part of the
e-h exchange interaction and to analyze the magneto-
optic properties of charged exciton triplets coupled with
a magnetic atom.
The resonant initialization of excitonic states in the

high-energy orbital levels of QDs provides additional de-
grees of freedom for optical spin control protocols [40].
Resonant excitation of charged exciton triplet states
permit to efficiently inject spin polarized electron in a
charged QD. This could be used in future work to probe
the magnetic field dependence of the spin dynamics of
an electron-Mn complex or to control the coupling be-
tween two magnetic atoms in the same QD through their
interaction with a spin polarized electron [41, 42].
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