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Mechanoluminescence of (Eu, Ho)-doped oxynitride glass-ceramics from 1 

the BaO-SiO2-Si3N4 chemical system 2 
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SUPPLEMENTARY MATERIAL 4 

5 
S1. Mechanoluminescence of GC-1200 a) with different delay times before applying the load b) under 6 

cyclic compression tests. 7 
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