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Abstract 
Magnetic skyrmions are topological spin textures which are envisioned as nanometre scale information 

carriers in magnetic memory and logic devices. The recent demonstration of room temperature 

stabilization of skyrmions and their current induced manipulation in industry compatible ultrathin films 

were first steps towards the realisation of such devices. However, important challenges remain 

regarding the electrical detection and the low-power nucleation of skyrmions, which are required for 

the read and write operations. Here, we demonstrate, using operando magnetic microscopy 

experiments, the electrical detection of a single magnetic skyrmion in a magnetic tunnel junction (MTJ) 

and its nucleation and annihilation by gate voltage via voltage control of magnetic anisotropy. The 

nucleated skyrmion can be further manipulated by both gate voltage and external magnetic field, 

leading to tunable intermediate resistance states. Our results unambiguously demonstrate the readout 

and voltage controlled write operations in a single MTJ device, which is a major milestone for low 

power skyrmion based technologies. 

Introduction 
Magnetic skyrmions have raised a large interest in recent years due to their rich physics and promising 

applications in the field of memory and logics1–4. They combine topological stability and small 

dimensions, down to the nanometre scale, which confer on them particle-like behaviour. Their ability 

to be moved by an electrical current, can be exploited to store and manipulate information at the 

nanometre scale2. For instance, skyrmions are foreseen to be used as information carriers in memory 

devices such as three-terminal MRAM and racetrack shift registers, where dense trains of skyrmions 

are manipulated in tracks using electrical current1,2,5. In addition to memory technology, skyrmions 

were a proposed as the basis of logic gates that leverage their repulsion to perform Boolean6,7 or non-

conventional computing operations4, including stochastic8, neuromorphic9,10 or reservoir computing11.  
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Recent progress has brought us closer to the practical implementation of skyrmion-based devices, with 

the successful demonstration of room temperature skyrmions in ultrathin films12–15 and their fast 

manipulation by an electrical current in tracks15–19. Despite these promising developments, 

fundamental challenges still remain concerning the electrical detection and controlled nucleation at 

low power, which are required for the read and write operations in devices. Pioneer works 

demonstrated the electrical detection of skyrmions at cryogenic temperature in B20 chiral magnets20–

24 using the topological Hall effect and in ultrathin films by spin polarized tunnel electron microscopy 
25–27. Later, single skyrmions were detected electrically at room temperature in ultrathin films using 

the anomalous Hall effect28,29 or anomalous Nernst effect30,31 but the low electrical signals (typically 

mΩ/skyrmion using Hall effect) prevent their implementation in real devices. A much larger readout 

signal is expected by exploiting the tunnelling magnetoresistance (TMR) effect in a magnetic tunnel 

junction (MTJ). Recent works reported distinct electrical signals in MTJs induced by magnetic field32–34, 

gate voltage35,36 or spin transfer torque32, which were associated with the nucleation of magnetic 

skyrmions32,33,35–37. However, the lack of operando magnetic microscopy experiments did not allow for 

a direct, unambigous correspondence between the measured electrical and the underlying skyrmionic 

spin textures. More recently, the electrical detection of single skyrmions combined with its in situ 

observation was performed in MTJs using magnetic force microscopy (MFM)38. However, the use of a 

relatively thick skyrmion layer for the MFM observation prevented the electrical manipulation of the 

skyrmions, which is needed for any write operation.  

 

In this work, we carefully optimized MTJ stack to stabilize magnetic skyrmions and achieve their 

electrical control using gate voltage. We employed x-ray magnetic microscopy experiments combined 

with in-situ electrical magneto-transport measurements to unambiguously demonstrate the electrical 

detection of a single magnetic skyrmion in an MTJ as well as its nucleation/annihilation using a gate 

voltage. The nucleation is driven by the voltage control of the magnetic anisotropy39–41 (VCMA) in the 

MTJ. Furthermore, we show that the skyrmion can be manipulated using both external magnetic field 

and gate voltage. Our demonstration of the readout and write operations of a skyrmion in a MTJ is an 

important milestone towards the practical implementation of skyrmion based devices. It also offers 

promising pathways for the utilization of skyrmions in MTJ for low power non –conventional 

computing devices9,11,42,43. 



  

Figure 1 Magnetic tunnel junction for skyrmion stabilization and voltage control of magnetic anisotropy. a Schematic 
representation of the MTJ pillar b Resistance vs out-of-plane magnetic field of a 150 nm diameter MTJ pillar. 18 hysteresis 
cycles are shown. A low DC voltage of  25 mV is applied. c Switching probability vs external magnetic field for different applied 
voltages. The switching from the P to AP configuration occurs for negative fields and from AP to P for negative fields. An offset 
field of 12 mT is subtracted. Each point is obtained by averaging 18 hysteresis loops. d Coercive field (blue triangle) and 
anisotropy field (black dots) vs DC voltage. The dotted lines are linear fits.  

Magnetic tunnel junction for electrical skyrmion detection and 

nucleation  
To stabilize a magnetic skyrmion and achieve their electrical detection and nucleation, the following 

MTJ stack (Figure 1a) was optimized: 

Ta/Pt/[Co/Pt]x6/Co/Ru/[Co/Pt]x3/Co/W/FeCoB/MgO/FeCoB/W/Pt. The stack is composed of a top 

FeCoB free layer and a bottom reference FeCoB layer coupled to a (Co/Pt) multilayer-based synthetic 

antiferromagnet to minimize the stray field. The stack was carefully optimized to nucleate the 

skyrmion with very low energy via VCMA44. To this end, we tuned the free layer thickness to achieve 

low perpendicular magnetic anisotropy (PMA), placing it close to the in-plane/out-of-plane spin 

reorientation transition (see ExtendedData Fig.1a). This optimization allows larger voltage induced 

change of the effective perpendicular magnetic anisotropy (PMA) while reducing the domain wall 

energy to favour the skyrmion nucleation. Furthermore, the thickness of the MgO barrier was adjusted 

to obtain a large resistance-area product of around 700 Ω.µm². This enables us to control the free layer 

magnetic anisotropy via VCMA with minimal current and spin transfer torque, and hence to minimise 

the energy for skyrmion nucleation. Electrically contacted circular pillars were then fabricated using 

standard nanofabrication process, with diameters ranging between 50 nm and 2 µm. A TMR of around 



100% is measured associated with a sharp reversal of the magnetisation when sweeping the magnetic 

field (Figure 1b, 150 nm diameter MTJ). The voltage dependence of the anisotropy field can be 

extracted from the switching probability vs magnetic field at different bias voltages45,46 (see Figure 1c, 

Figure 1d). The linear dependence of the coercive and anisotropy fields on bias voltage (Figure 1d) 

demonstrates VCMA effect with a VCMA coefficient of 44 fJ/Vm, in line with the literature39,46–48. 

Complementary measurements of the anisotropy field at various voltages using hard axis hysteresis 

loops lead to similar values (Supplementary note 4). Dzyaoloshinskii-Moriya interaction (DMI) 

measurements using in-plane field skyrmion expansion as well as Brillouin Light Scattering experiments 

(BLS) reveal a low DMI of the free layer (D=-0.14±0.07 mJ/m², see Supplementary note 1). 

Micromagnetic simulations predict a Bloch domain wall structure but with a small Néel component 

(Supplementary note 5), a result in line with complementary Lorentz TEM experiments (Supplementary 

note 3).  

Operando STXM magnetic microscopy of MTJ 

 

Figure 2 MTJ nanopillar for operando STXM magnetic microscopy. a Schematic representation of the sample for STXM 
imaging. b Scanning electron microscopy (SEM) image of the sample. c XMCD-STXM images of the four possible single domain 
magnetisation configurations of the FeCoB layers in a 500 nm diameter MTJ (top left AP configurations measured at an out-
of-plane magnetic field of 29.5 mT, top right P configuration measured at 250 mT, bottom left P configurations measured at 
-250 mT, bottom right AP configuration measured at -50 mT). The blue and red arrows stand for the magnetisation of the 
FeCoB free and reference layers respectively. Here the anti-parallel (AP) configurations appear as a grey contrast while the 
parallel (P) configurations appear as white or black contrast. 

To unambiguously demonstrate the skyrmion electrical detection and nucleation in the MTJ, it is 

essential to be able to simultaneously observe the free layer magnetisation and measure the MTJ 

resistance. This is a challenging task since it requires the high spatial resolution imaging of spin textures 

in an ultrathin film buried far from the sample surface. This cannot be achieved using standard table-

top magnetic microscopy techniques such as magneto-optical Kerr effect, which can probe layers only 

a few nanometres from the surface for metallic stacks, or MFM, with a limited sensitivity and spatial 

resolution for nanometre thick films located far from the probe. In contrast, the relatively long 

penetration depth of soft x-rays in the materials commonly used in MTJ stacks makes scanning 

transmission x-ray microscopy (STXM) highly suited for operando magnetic imaging in MTJs49,50. To this 

end, the MTJ stack was grown on a 100 mm Si wafer where ultrathin (75 nm) Si3N4 membranes were 

locally patterned on 50x50 µm² windows. Sub-micron pillars were then fabricated on the membranes 

using standard MRAM nanofabrication processes (see Figure 2(a,b)). To allow for the x-ray 

transmission, only light elements, such as Ti and Al were used to contact the pillar electrically. For the 

STXM imaging, x-ray magnetic circular dichroism (XMCD) was used as magnetic contrast mechanism51. 

XMCD-STXM imaging combined with in-situ magneto-transport measurements confirms the 

observation of the FeCoB layer magnetisations at the Fe L3 edge and the simultaneous measurement 

of the MTJ resistance. As an example, we show in Figure 2c  single domain magnetisation state images 
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of the four possible configurations of the FeCoB magnetisation in a 500 nm diameter MTJ with their 

associated resistance state.  

  

Figure 3 Electrical detection of a skyrmion in an MTJ and its nucleation/annihilation using gate voltage. a XMCD-STXM 
image of a monodomain state measured at the Fe L3 edge in 500 nm diameter MTJ and its associated resistance state (parallel 
magnetisation configuration) (external perpendicular magnetic field µ0Hz=0 mT). b XMCD-STXM image measured after the 
application of a 10 ns 2.15 V voltage pulse applied from an initial parallel resistance state (µ0Hz=-2.75 mT). c-e STXM images 
c for a low DC voltage of 1mV, d after the application of a 10 ns voltage pulse of -2.15 V in the presence of a DC voltage of -
622 mV and e after setting the DC voltage amplitude back to 1 mV. In c-e, µ0Hz=-2 mT. The black (grey) contrast shows that 
both FeCoB layers are in parallel (antiparallel) direction. The low 1mV DC voltage was used to measure the DC MTJ resistance.  
Black (grey) contrast areas on the image have their magnetisation aligned along positive (negative) magnetic field 
respectively. Negative (positive) voltage decreases (increases) the PMA respectively (cf Figure1). The scale bar in c is 500 nm. 

Only single domain states were observed when sweeping the magnetic field, in agreement with the 

measured square TMR hysteresis loops with sharp reversal (see Figure 3a of a XMCD-STXM image of a 

parallel state configuration at 0 mT in a 500 nm diameter MTJ and an example of a hysteresis loop in 

ExtendedData Fig1b). To nucleate magnetic skyrmions, we exploited the VCMA effect. Starting from 

an initial single domain state with parallel magnetisation configuration (R=3.73 kΩ, µ0Hz=-2.75 mT), the 

application of a 10 ns voltage pulse with an amplitude of -2.15V leads to the nucleation of a skyrmion 

in the FeCoB free layer (see Figure 3b). Here the negative voltage pulse leads to a decrease the PMA 

of the MTJ free layer (see Figure 1). The nucleation is associated with an increase of the resistance of 

467 Ω, which is a quarter of the total TMR (R=1.92 kΩ, TMR=51% in this sample). Note that this 

intermediate resistance is not observed in the hysteresis loop when sweeping the external magnetic 

field. This change in resistance is in agreement with that expected from the skyrmion diameter (240 

nm) assuming parallel conduction channels for the P and AP resistance states (see Supplementary note 

5.1). Due to the large RA product, a low current density, around 7x109 A/m², is injected when applying 

the voltage pulse. As a result, the spin transfer torque effect is expected to be negligible and the 

nucleation can be explained by the sole effect of the VMCA. A nucleation energy of around 30 pJ is 

estimated, which is large compared to the write energy in optimized STT-MRAM cells (0.5 pJ)52. This 

difference is explained by the larger surface area of the MTJ dots, compared to the MTJ pillars of a few 



tens of nm in STT-MRAM. However, a much lower energy could be achieved by increasing further the 

RA product and/or reducing the MTJ size.  

The obtained skyrmionic state is found to be stable against subsequent pulse voltage excitations, 

whether positive or negative. The range of magnetic fields in which the skyrmion remains stable is 

quite narrow (a few mT), the skyrmion diameter varying between 200 nm and 350 nm in this range 

(see Supplementary note 5.1). While the annihilation of the skyrmion was not observed using voltage 

pulses, a full electrical nucleation and annihilation was achieved by adding a small DC voltage to 

stabilize the skyrmion at a magnetic field value where it is otherwise unstable (see Figure 3(c-e), µ0Hz=-

2 mT). Starting from a single domain state (Figure 3c), a skyrmion is nucleated by applying a 10 ns 

voltage pulse in the presence of a DC voltage (Figure 3d), which further stabilizes the skyrmion. When 

releasing the DC voltage, the skyrmion state is destabilized and the initial monodomain state is again 

obtained (Figure 3e). This sequence demonstrates the full electrical nucleation/annihilation of a 

skyrmion in the MTJ.  

 

Figure 4 Magnetic field and bias voltage dependence of the skyrmion in a 2 µm MTJ pillar. a Resistance vs perpendicular 
magnetic field hysteresis loop for a DC voltage of VDC = -0.52 V. The blue stars indicate the resistance values corresponding to 
the images shown in b b STXM images of the MTJ free layer (Fe L3 edge) for different magnetic field at VDC = -0.52 V. c Voltage 
dependence of the magnetic texture in the MTJ at a field of -2.3 mT. The scale bar in b and c is 1 µm. The images in b and c 
are normalized with respect to a STXM image of the pillar in the AP resistance state at a field of -20 mT. In a, an offset was 
applied to take into account a small drift in resistance during measurement compared to the black curve.   

In larger dots (2 µm diameter), the application of a negative DC voltage leads to a significant change of 

the hysteresis loop: While at low voltage a square hysteresis loop with sharp reversal is observed (not 

shown), a continuous decrease of the resistance from the AP to the P state is measured at larger 

voltage (Figure 4a, VDC=-0.52V). STXM measurements reveal that this decrease in resistance is 

associated with the creation of a large skyrmion in the dot, with its domain wall close to the rim, which 

gradually decreases in size and eventually annihilates as the magnetic field increases toward positive 

values (i.e opposite to the skyrmion core magnetization) (Figure 4b). The nucleated skyrmion is also 

sensitive to the gate voltage amplitude (Figure 4c): an increase (decrease) of the skyrmion size is 

observed when increasing (decreasing) the voltage amplitude respectively, which is explained by the 

modulation of the domain wall energy via VCMA. The skyrmion shape can also be manipulated using 

nanosecond voltage pulses (see Supplementary note 5.2). The larger susceptibility of the skyrmion to 

external magnetic fields or gate voltages in larger dots can be explained by the shallower stray field 

energy potential when increasing the dot size13,53. Some events with unexpected bias dependence are 

also observed suggesting a partially stochastic response to the gate voltage. These events may be 

attributed to jumps enabled by voltage excitations exceeding energy barriers between the local energy 

minima defined by the dots geometry and the local pinning sites (see Supplementary note 5.2). The 

irregular shape of the skyrmion also evidences the influence of pinning13,53. 



 

Figure 5 Micromagnetic simulation of the skyrmion nucleation. Spatial distribution of the spin texture at different times in a 
500 nm diameter dot during the application of a voltage pulse. The voltage pulse has an amplitude of -2.15 V and is applied 
at t=0 and switched off at 10 ns (400 ps rise time). Black/white contrast indicates the magnetisation pointing 
downward/upward. The colour wheel illustrates the orientation of the in-plane magnetisation. The bottom right panel shows 
the calculated stray field from the SAF layer, with the reference layer magnetisation being aligned parallel to the one of the 
free layer. 

Micromagnetic simulations 
To better understand these results, we performed micromagnetic simulations using experimental 

parameters. The applied voltage is assumed to decrease the perpendicular magnetic anisotropy via 

the VCMA. The spin transfer torque is neglected, due to the low injected current density (maximum 

7x109 A/m²) resulting from the large R.A product. Figure 5 shows different snapshots of the 

magnetisation in a 500 nm dot during the application of a 10 ns voltage pulse of -2.15V. The nucleation 

proceeds via the creation of a transient curling state due to the decrease of the magnetic anisotropy 

(t=4 ns), followed by the nucleation of a ring with reversed perpendicular magnetisation (t=5 ns), a 

configuration which is favoured by the stray field energy. When the pulse is turned off (t=10 ns), the 

ring increases in size and leads to a single skyrmion, which eventually grows to its final size. As 

mentioned earlier, micromagnetic simulations predict a Bloch type skyrmion with a small Néel 

component owing to the low DMI in the stack. The simulations also show that the stray field from the 

SAF leads to a local field gradient close to the edge of the dot (see Figure 5, bottom right panel) which 

helps to stabilize the nucleated skyrmion and results in an enhancement of the field stability of the 

nucleated skyrmion (see Supplementary note 5.1). This local stray field can explain that experimentally 

the nucleation was only observed for a parallel magnetisation configuration (in 500 nm pillars), where 

the stray field stabilizes the skyrmion. 

Conclusion 
To conclude, we have demonstrated the electrical detection and electrical nucleation and annihilation 

of a single skyrmion in a magnetic tunnel junction (MTJ) using operando magnetic microscopy 



experiments. The nucleation of the skyrmion was enabled by voltage excitations exploiting the VCMA 

effect and leads to a large variation of the MTJ resistance (470 Ω) owing to the large TMR of the 

junction. Micromagnetic simulations using experimental parameters reproduce the nucleation process 

well and show that the nucleation proceeds via the transient creation of a curling state. The skyrmion 

can be manipulated using voltage excitations and the external magnetic field, which leads to tunable 

intermediate resistance states. Our results mark major milestones for skyrmion based devices, 

demonstrating unambiguously the readout and low power write operations in a single device. 

Furthermore, they open promising pathways for low power multilevel memory and neuromorphic 

skyrmionic devices, leveraging the tunable manipulation of the skyrmion state hosted in the MTJ using 

low power  voltage excitation. 
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Materials and Methods 

Sample preparation  
The MTJ stacks were deposited by magnetron sputtering. The stacks had the following composition: 

Substrate/Ta(3)/Pt(tPt_seed)/[Co(0.5)/Pt(0.3)]x6/Co(0.5)/Ru(0.9)/[Co(0.5)/Pt(0.3)]x3/ 

Co(0.5)/W(0.2)/Fe72Co8B20(1)/MgO/Fe72Co8B20(tFCB)/W(1.5)/Pt(2), thicknesses in nm. The MgO layer 

was obtained by the natural oxidation of a Mg layer under an oxygen pressure of 150 mbar for 10 s 

such that MgO=Mg(0.9)/oxidation/Mg(0.9)/oxidation/Mg(0.5). The free Fe72Co8B20 layer was 

deposited as a wedge such that its nominal thickness tFCB varies linearly along the 100mm wafer 

between 1.51 and 1.65 nm. Two samples were prepared. A first sample A for the TMR and VCMA 

characterization. This stack was deposited on a highly resistive Si wafer and the Pt seed layer had a 

thickness of tPt_seed=10 nm. A second sample B for STXM measurements was prepared where the stack 

was deposited on a 300 µm thick Si/SiO2(200 nm)/Si3N4(75 nm) wafer with a thinner Pt seed layer 

(tPt_seed=5 nm) to limit X-ray absorption at the Fe L3 edge. After deposition, the samples were annealed 

at 300°C for 10 minutes under high vacuum. 

ExtendedData Fig.1a shows the out-of-plane hysteresis loops measured by magneto-optical Kerr effect 

(MOKE) of a sample deposited on a Si substrate for different thicknesses of the FeCoB free layer ranging 

between 1.57 nm-1.61 nm, which corresponds to the region of interest for the STXM observation. The 

hysteresis loops display the typical bended and butterfly hysteresis loops associated with stripe 

domain configurations, which are expected close to the in-plane to out-of-plane reorientation 

transition. The nominal thickness of the FeCoB free layer of the sample shown in the main text was 

t=1.59nm. 

 The stack was then patterned into sub-micronic pillar using standard MRAM nanofabrication 

processes. In sample B, for the STXM observation, 50x50 µm2 Si3N4 windows were defined before the 

pillar patterning using photolithography followed by KOH chemical etching. Special care was taken 

when designing the window pattern and during the nanofabrication to limit the stress on the Si3N4 

membranes. Also, materials with little absorption at the L3 Co and Fe edges were used to contact the 

pillar, such as a 120 nm Ti layer used to define the pillar by ion beam etching and a 225 nm thick Al top 

metallic electrode.  



ExtendedData Fig.1b shows the resistance vs perpendicular magnetic field hysteresis loop of a 500 nm 

diameter MTJ pillar fabricated on Si3N4 membranes and shown in Figure 2 of the main text. TMR > 53% 

with sharp reversal and a resistance area product around 700 Ω.µm² are measured. The lower TMR 

ratio compared to samples fabricated on Si wafer is due to the thinner Pt seed layer (5 nm) used to 

limit the X-ray absorption. As a result, the bottom electrode after the nanofabrication process is more 

resistive (around 1.22 kΩ) and contributes more to the total MTJ resistance. After correcting for the 

bottom electrode resistance, a TMR of 75 % is found.  

Characterization of the magnetic properties 
To characterize the magnetic properties of the free FeCoB layer, a stack similar to the MTJ was 

deposited, in which only the free FeCoB layer was magnetically active. This was achieved by 

substituting the Co in the SAF with Pt and replacing the fixed FeCoB thickness with a magnetically dead 

FeCoB layer of 0.3 nm. This sample was used to characterize the magnetic parameters of the FeCoB 

free layer, namely, the magnetic moment, magnetic anisotropy, Dzyaloshinskii-Moriya interaction 

(DMI), magnetic damping. The magnetic moment and magnetic anisotropy were measured using 

SQUID magnetometry, the Dzyaloshinskii-Moriya interaction (DMI) using Brillouin light scattering 

experiments as well as magnetic bubble expansion, the magnetic damping and gyromagnetic ratio by 

ferromagnetic resonance experiments. All measurements are performed at room temperature. These 

results are described in ExtendedData Table1. The details of the experiments are described in 

supplementary Note 1. 

Voltage control magnetic anisotropy experiments 
The voltage control of magnetic anisotropy (VCMA) effect in the MTJ was characterized using two 

different experiments. Firstly, from the voltage dependence of the out-of-plane magnetic field (Hz) 

switching probability (see Figure 1c of the main text) 45,46. To this end, the probability curves were 

measured for different voltages, and were fitted with the following distribution45,46: 

𝑃𝑆𝑊(𝐻𝑍) = 1 − exp (−
𝐻𝐾𝑒𝑓𝑓𝑓0√𝜋

2𝑅√∆
erfc [√∆ (1 −

𝐻𝑍−𝐻𝑓

𝐻𝐾𝑒𝑓𝑓
)]) where 𝑓0 is the attempt frequency, 𝑅 is the 

external magnetic field sweep rate and 𝐻𝑓 is the stray field from the fixed FeCoB and SAF layers. This 

allows us to extract the magnetic anisotropy field HKeff and the thermal stability factor ∆ as a function 

of the voltage (see Figure 1d of the main paper). A linear fit leads to a variation of the anisotropy of 
𝑑𝐻𝐾,𝑒𝑓𝑓

𝑑𝑉
= 17 mT/V. The VCMA coefficient 𝜉 writes 𝜉 =

𝜇0𝑀𝑆,𝐹𝐿𝑡𝐹𝐿𝑡𝑀𝑔𝑂

2

𝑑𝐻𝐾,𝑒𝑓𝑓

𝑑𝑉
 where 𝑀𝑆,𝐹𝐿 refers to the 

saturation magnetisation of the free layer, 𝑡𝐹𝐿 is its thickness and 𝑡𝑀𝑔𝑂 is the barrier thickness. Here 

we use 𝑡𝑀𝑔𝑂=3.03 nm, 𝑡𝐹𝐿=1.04 nm and 𝑀𝑆,𝐹𝐿=1.63 MA/m leading to a value of 𝜉 =44 fJ/V. We 

describe in the supplementary Note 4 another method based on hard axis magneto-transport 

measurements which leads to a similar estimation of the VCMA coefficient. 

Micromagnetic simulations 
The micromagnetic simulations were carried out using Mumax354,55. The mesh size was 1.95 nm. The 

following micromagnetic parameters were used: saturation magnetisation MS =1.63 MA/m, 

perpendicular anisotropy field µ0HK=30 mT, DMI parameter D=-0.148 mJ/m², VCMA coefficient=16.2 

mT/V, magnetic damping =0.016. These parameters were derived experimentally (see 

Supplementary note 1). An exchange interaction parameters A=12 pJ/m was used56. The simulations 

include the stray field generated by the FeCoB reference layer and by the Pt/Co SAF. It was simulated 

independently using experimental parameters, assuming the different layers composing the SAF have 

opposite magnetisation aligned along z. 



Scanning transmission X-ray microscopy 
Scanning transmission X-ray magnetic microscopy experiments were carried out at the Maxymus 

endstation at the Bessy II electron storage ring operated by the Helmholtz-Zentrum Berlin für 

Materialien und Energie. All experiments were performed at room temperature. The X-ray beam was 

impinging perpendicularly to the sample surface, such that the logarithmic transmission magnetic 

contrast is proportional to the z component of magnetisation, normal to the sample plane. The voltage 

induced skyrmion nucleation was found to be highly reproducible in some range of magnetic field and 

DC voltages and was observed in four different samples (two 500 nm diameter and two 2µm diameter 

MTJs). 
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ExtendedData Fig. 1 Optimisation of the MTJ. a Magneto-optical Kerr effect (MOKE) hysteresis loops of the FeCoB free layer 
for different thicknesses of the FeCoB layer. The magnetic field is applied perpendicularly to the sample plane. The curves are 
offset for clarity. b Resistance vs out-of-plane magnetic field hysteresis loop of a 500 nm diameter MTJ device fabricated on 
Si3N4 membranes. XMCD-STXM images of this device are shown in Figure 2 of the main text. 

 

tFeCoB (nm) 1.59 

tdead (nm) 0.51 

MS (MA/m) 1.63±0.19 

µ0HK (mT) 35±5 

α (FMR)  0.016±0.001 

D (mJ/m2) (BLS) -0.14±0.07 

γ/2π (GHz/T) 29.6 

 

ExtendedData Table 1: Summary of the experimental parameters. Nominal and dead layer FeCoB thicknesses, saturation 
magnetisation Ms, anisotropy field µ0HK, magnetic damping parameter, DMI constant and gyromagnetic ratio. 

 


