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ABSTRACT: Copper-based sulphide semiconductors with structure based on a sphalerite-like network can provide environmen-

tally sound solutions to thermoelectric and photovoltaic energy conversion at low cost. In this study, we report the synthesis and 

characterization of a copper-based sulphide, Cu30Ti6Sb2S32, discovered within the pseudo-binary Cu3SbS4–Cu4TiS4 system. This 

new compound crystallizes in a colusite-like cubic structure, which is characterized by “interstitial” Ti atoms forming tetrahedral-

octahedral [TiS4]Cu6 complexes linearly arranged within the Cu-S corner-sharing matrix. The [TiS4]Cu6 units arrangement distin-

guishes the crystal structures of Cu26Ti2Sb6S32 (isolated units, 0D linkage), Cu30Ti6Sb2S32 (chain of linked units, 1D), and Cu4TiS4 

(plane of linked units, 2D). We emphasize the semiconducting nature and the low thermal conductivity. The electronic structure and 

the vibrational properties are investigated by the combination of experiments and first-principles calculations. We demonstrate that a 

design approach based on the pseudo-binary composition, here with the generic formula (Cu3SbS4)1-x(Cu4TiS4)x, is a fruitful direction 

for the discovery of new copper-based sulphides with tunable transport properties. 

INTRODUCTION 

Complex copper-based sulphides have been the subject of 
numerous investigations, in particular for thermoelectric 
and photovoltaic applications (for a review see Ref. 1). 
Many thermoelectric (TE) copper-based sulphides2–1112–1920–

2728–3435–39 have been explored and, besides tetrahedrites,  
colusites Cu26T2M6S32 (T = Ti, V, Nb, Ta, Cr, Mo, W; M = Sn, 
Ge, Sb) stand out by their performances that approach a 
thermoelectric figure of merit, ZT, of 1 around 700 K. In the 
colusite structure, a critical component responsible for the 
TE performance is the sphalerite-like (i.e. zincblende-like) 
network (Figure 1). Interestingly, high photovoltaic con-
version efficiency is also obtained for sphalerite derivatives, 
e.g. Cu–Sn–S compounds, chalcopyrite derivative 

Cu(In,Ga)S2, and kesterite Cu2ZnSnS4.40,41 Extensive re-
search on both thermoelectric and photovoltaic materials 
suggests that sulphides involving a copper-rich sphalerite-
like Cu1−xMxS framework should be regarded as promising 
candidates for energy conversion technologies.  

In the sphalerite-derivative compounds, the majority ele-
ment, monovalent copper,  forms a three-dimensional Cu–
S network built up of corner-sharing CuS4 tetrahedra; in-
deed, the valence band is mainly composed of hybridized 
electronic orbitals of Cu and S. Doping the M sites of the 
Cu1−xMxS network may induce p-type electronic conductiv-
ity due the possibility of charge delocalization associated 
with Cu2+/Cu+ oxidation.42 This is exemplified by the boost-
ing of thermoelectric performance of the famatinite 



 

Cu3SbS4 (an ordered sphalerite-derivative phase; Figure 1) 
by doping the Sb5+ sites with Ge4+ cations.12 

 

 

Figure 1. Crystal structure representations of sphalerite (ZnS) and the phases encountered in the pseudo-binary system 

(Cu3SbS4)1−x(Cu4TiS4)x, i.e., Cu3+xSb1−xTixS4: Cu3SbS4 (x = 0), Cu26Ti2Sb6S32 (x = 0.25, colusite), Cu30Ti6Sb2S32 (x = 0.75), and Cu4TiS4 (x 

= 1). For the representation of sphalerite, the 4a site is occupied by Zn atoms, while the 4b site is empty.

An important feature of the sphalerite-like Cu1−xMxS net-
work involves the presence of interstitial tetrahedral sites 
that can be partially occupied by d0 cations, e.g., Ti4+, V5+, 
and Cr6+ as in colusite phases.28–3435–39 An example of colu-
site is Cu26Ti2Sb6S32, which exhibits semiconducting prop-
erties and low thermal conductivity, κ.38 Similar to Cu3SbS4, 
the electrical resistivity, ρ, of this phase decreases by the 
substitution of Ge4+ for Sb5+ (hole doping), leading to high 
thermoelectric performance. The colusite Cu26Ti2Sb6S32 

crystallizes in a cubic structure with space group 𝑃4̅3𝑛, 
where CuS4 and SbS4 tetrahedra share their corners form-
ing a Cu26Sb6S32 sphalerite host lattice whose tetrahedral 
interstitial sites are occupied in an ordered fashion by two 
d0 Ti4+ cations per formula unit (i.e. two per unit cell) (Fig-
ure 1). The higher Ti content on the tetrahedral interstitial 
sites is shown by the Cu4TiS4 sulphide43 (Figure 1), whose 
sphalerite network Cu4S4 accommodates one d0 Ti4+ cation 
per formula unit (i.e. two per unit cell). It should be noted 
that the crystal structure of Cu26Ti2Sb6S32 colusite is char-
acterized by combined features of Cu3SbS4 (Cu/Sb–S sphal-
erite host) and Cu4TiS4 (Cu–S sphalerite host and intersti-
tial Ti). Furthermore, the composition of Cu26Ti2Sb6S32 can 
be described as (Cu3SbS4)1−x(Cu4TiS4)x with x = 0.25. 

The important structural role of the sphalerite matrix in 
the pseudo-binary Cu3SbS4–Cu4TiS4 system suggests that 
other phases with the generic formulation 
(Cu3SbS4)1−x(Cu4TiS4)x or Cu3+xSb1−xTixS4 can be designed 
(Figure 1). We report here on a new compound 
Cu30Ti6Sb2S32 (x = 0.75) which exhibits a novel ordered cu-
bic Cu30Sb2S32 sphalerite-like host lattice with features in 
between those of colusite Cu26Ti2Sb6S32 (x = 0.25) and 
Cu4TiS4 (x = 1). In this phase, the interstitial Ti4+ cations 
form tetrahedral-octahedral [TiS4]Cu6 complexes with sur-
rounding copper atoms with unusually short Cu–Ti dis-
tances similar to the two other members. Cu30Ti6Sb2S32 is 
characterized by a semiconducting behavior and low ther-
mal conductivity, whose mechanisms are investigated by 
combining experiments and theory in this study. Further-
more, we discussed the trends in the electronic bands and 
phonon dispersions for four members (Figure 1) of the 
Cu3SbS4–Cu4TiS4 system. 

 

  



 

 

Figure 2. Synchrotron powder X-ray diffraction patterns of Cu3SbS4, Cu26Ti2Sb6S32, Cu30Ti6Sb2S32 and Cu4TiS4 recorded at room tempera-

ture (normalized data). The inset shows non-normalized data of Cu26Ti2Sb6S32 and Cu30Ti6Sb2S32. 

RESULTS AND DISCUSSION 

Room-temperature synchrotron powder X-ray diffraction 
(PXRD) patterns for the hot-pressed samples of the 
pseudo-binary system (Cu3SbS4)1−x(Cu4TiS4)x, i.e., 
Cu3+xSb1−xTixS4 with x = 0 (Cu3SbS4), x = 0.25 (Cu26Ti2Sb6S32), 
x = 0.75 (Cu30Ti6Sb2S32), and x = 1 (Cu4TiS4) are shown in 
Figure 2. A qualitative analysis of these measurements in-
dicates that the diffraction pattern for the new compound 
Cu30Ti6Sb2S32 is very similar to that of colusite Cu26Ti2Sb6S32 

(space group 𝑃4̅3𝑛). No peak splitting is observed in the 
patterns of Cu30Ti6Sb2S32 (Figure S1) and Cu26Ti2Sb6S32 (Fig-
ure S2), whereas a splitting is observed for Cu3SbS4 (Figure 
S3) and Cu4TiS4 (Figure S4) due to their tetragonal sym-

metry (space group 𝐼4̅2𝑚)43,44 (e.g., peaks at 2θ ~ 16.5° are 
indexed to the (440) reflection in cubic structures and to 

the (220) and (204) reflections in tetragonal structures). 
Taking into account the absence of an inversion center as 
expected for a sphalerite derivative phase, the extinction 
rules for Cu30Ti6Sb2S32 agree with those for Cu26Ti2Sb6S32, 
indicating that this new compound crystallizes also in a cu-

bic structure of space group 𝑃4̅3𝑛. The diffraction peaks 
for Cu30Ti6Sb2S32 are systematically shifted towards lower 
angles compared to colusite Cu26Ti2Sb6S32, indicating a 
slightly larger unit cell parameter for the former. 

Considering that Cu26Ti2Sb6S32 (x = 0.25) and Cu30Ti6Sb2S32 
(x = 0.75) are both members of the pseudo-binary system 
Cu3+xSb1−xTixS4, a structural model was used for 
Cu30Ti6Sb2S32 (x = 0.75) based on the relationships between 
Cu3SbS4 (x = 0), Cu26Ti2Sb6S32 (x = 0.25), and Cu4TiS4 (x = 1). 

 

Table 1. Crystal structure data of the Cu3SbS4 and Cu4TiS4 compounds from Rietveld analysis of the room-temperature synchrotron powder 

X-ray diffraction data. 

Cu3SbS4  𝐼4̅2𝑚 

RBragg = 2.44, RF = 1.43 

Rwp = 3.66, Rexp = 0.96, χ2 = 14.7 

a = 5.3876(1) Å, c = 10.7509(1) Å 

 

Cu4TiS4  𝐼4̅2𝑚 

RBragg = 4.28, RF = 3.32 

Rwp = 2.73, Rexp = 1.04, χ2 = 6.95 

a = 5.4642(1) Å, c = 10.5889(1) Å 

Site Atom x, y, z B / Å2  Site Atom x, y, z B / Å2 

2a  Sb 0, 0, 0 0.52(1)  2a  Ti 0, 0, 0 0.48(3) 

2b Cu 0, 0, 1/2 1.43(1)  2b — — — 

4c — — —  4c Cu 0, 1/2, 0 1.41(2) 

4d Cu 0, 1/2, 1/4 1.42(1)  4d — — — 

4e  — — —  4e  Cu 0, 0, 0.2602(1) 1.42(3) 

8i S  0.2542(1), x, 0.1291(1) 0.74(1)  8i S  0.2418(2), x, 0.1254(2) 0.89(2) 

Cu–S: 2.314 Å (average) 

Sb–S: 2.383 Å 
 

Cu–S: 2.344 Å (average) 

Ti–S: 2.292 Å 

Table 2. Crystal structure data of the Cu26Ti2Sb6S32 and Cu30Ti6Sb2S32 compounds from Rietveld analysis of the room-temperature synchro-

tron powder X-ray diffraction data. 



 

Cu26Ti2Sb6S32  𝑃4̅3𝑛 

RBragg = 2.87 RF = 4.98 

Rwp = 4.09, Rexp = 0.97, χ2 = 18.0 

a = 10.7840(1) Å 

 

Cu30Ti6Sb2S32  𝑃4̅3𝑛 

RBragg = 5.62 RF = 5.11 

Rwp = 4.97, Rexp = 0.97, χ2 = 26.5 

a = 10.8084(1) Å 

Site Atom x, y, z B / Å2  Site Atom x, y, z B / Å2 

2a  Ti 0, 0, 0  0.41(5)  2a  Sb 0, 0, 0 0.81(3) 

6b — — —  6b Cu 0, 1/2, 1/2 1.13(3) 

6c Sb 1/4, 1/2, 0 0.58(1)  6c Ti 1/4, 1/2, 0 0.24(3) 

6d Cu 1/4, 0, 1/2 1.52(2)  6d — — — 

8e  Cu 0.2477(2), x, x 1.33(2)  8e  — — — 

12f Cu 0.2558(1), 0, 0 1.22(2)  12f — — — 

24i — — —  24i Cu 0.2487(1), 0.2443(1), −0.0037(2) 1.25(1) 

8e S  0.1226(2), x, x 0.58(7)  8e S  0.1268(3), x, x 0.88(9) 

24i S  0.3751(1), 0.3700(1), 0.1267(2) 0.80(3)  24i S  0.3703(2), 0.3747(2), 0.1212(2) 0.61(3) 

Cu–S: 2.326 Å (average) 

Sb–S: 2.377 Å 

Ti–S: 2.290 Å 

 

Cu–S: 2.340 Å (average) 

Sb–S: 2.374 Å  

Ti–S: 2.289 Å 

 

Sphalerite, Cu3SbS4, Cu4TiS4 and Cu26Ti2Sb6S32 could be de-
scribed as a face-centered cubic (FCC) sulfur network in-
terpenetrated with a FCC cationic network shifted of a vec-
tor [1/4, 1/4, 1/4] or [−1/4, −1/4, −1/4]. The Wyckoff sites of 

space group 𝐹4̅3𝑚 are 4c for the sulphur and 4a or 4b for 
the cations (Figures 1, S5). 

Cu3SbS4 and Cu4TiS4 are tetragonal superstructures of 

sphalerite with space group 𝐼4̅2𝑚 and unit cell parameters 
a ~ as and c ~ 2as (Figure 1, Table 1), where as represents the 
cell parameter of the cubic sphalerite structure. The S sub-
lattice is the same in the two structures with atoms located 
on one 8i site, while the crystallographic sites occupied by 
d10 cations (corresponding to one half of the tetrahedral 
sites of this tetragonal structure) are different. In Cu3SbS4, 
Cu and Sb atoms occupy, in an ordered fashion the sites 2a 
(Sb), 2b (Cu), and 4d (Cu), derived of the sphalerite struc-
ture by the splitting of the 4a site (Figure 1, S5). In Cu4TiS4, 
Cu atoms occupy the 4c and 4e sites, derived of sphalerite 
structure by splitting of the 4b site (Figure 1, S5). Hence, d10 
cations of Cu3SbS4 occupy the interstitial empty sites of 
Cu4TiS4, and vice versa. Finally, in Cu4TiS4, Ti atoms (d0 
cations) occupy the 2a site occupied by Sb atoms in 
Cu3SbS4. 

Cu26Ti2Sb6S32 is a cubic superstructure of sphalerite with 
space group 𝑃4̅3𝑛 and unit cell parameter a ~2as (Figure 1, 
Table 2).38 In this cubic structure, d10 cations (Cu and Sb 
atoms) occupy in an ordered way one half of the tetrahe-
dral sites of the cubic sulphur sublattice, i.e., the sites 6c 
(Sb), 6d (Cu), 8e (Cu), and 12f (Cu), generated by the split-
ting of site 4b of sphalerite structure; d0 cations (Ti atoms) 
are located in the 2a site, derived from the 4a site of sphal-
erite (Figure 1, S5). 

Because Cu26Ti2Sb6S32 and Cu30Ti6Sb2S32 appear to be struc-
turally related (similar PXRD patterns (Figure 2), same 
space group, and equivalent unit cell parameters), a struc-
tural model for the latter compound was based on the same 

cubic sulphur sublattice (i.e., S atoms on sites 8e and 24i) 
derived from the sphalerite structure (Figure 1, Table 2). 
Furthermore, one can expect that, in Cu30Ti6Sb2S32, the Cu 
and Sb atoms (d10 cations) should also occupy, in an or-
dered way, one half of the tetrahedral sites. Consequently, 
Cu and Sb atoms can be distributed over the 6c, 6d, 8e and 
12f sites as in Cu26Ti2Sb6S32 or over the 2a, 6b, and 24i sites 
similarly to Cu3SbS4 (Figure 1, Table 2). Considering the 
number of Cu and Sb atoms in Cu30Ti6Sb2S32, the second 
possibility was considered to construct an ordered super-
structure sphalerite network, with Cu atoms located on the 
6b and 24i sites and Sb atoms on the 2a site (Figure 1, Table 
2). In the sphalerite derivative tetragonal Cu3SbS4 and 
Cu4TiS4 phases, the positions of Ti and Sb atoms are 
swapped and Ti atoms in Cu30Ti6Sb2S32 were considered to 
occupy the 6c site (i.e. site occupied by Sb in Cu26Ti2Sb6S32). 

Finally, the as-constructed structural model of 
Cu30Ti6Sb2S32, including two Cu sites (6b, 24i), one Ti site 
(6c), one Sb site (2a), and two S sites (8e, 24i) (Figure 1), 
was confirmed by the high-quality Rietveld refinement of 
the synchrotron PXRD data. Crystallographic parameters 
obtained from Rietveld refinements of the PXRD patterns 
(Figures S1–S4) for Cu30Ti6Sb2S32 as well as Cu3SbS4, 
Cu26Ti2Sb6S32, and Cu4TiS4, are summarized in Tables 1 and 
2. Cu30Ti6Sb2S32 and Cu26Ti2Sb6S32 (colusite) have different 
site sets of Cu and the swapped positions of Ti and Sb that 
we mentioned before, form inverse cationic subnetworks 
« Ti6Sb2 » and « Ti2Sb6 » respectively. Note that Cu3SbS4 
and Cu26Ti2Sb6S32 are single-phase samples, while 
Cu30Ti6Sb2S32 and Cu4TiS4 samples contain traces of the 
hexagonal form of covellite CuS (< 2 wt.%). 

Despite different symmetry (tetragonal/cubic), the sphal-
erite derivative crystal structures in the pseudo-binary sys-
tem Cu3+xSb1−xTixS4 phases are strongly related, as illus-
trated by the interatomic distances of Cu–S (2.31-2.34 Å), 



 

Sb–S (2.37-2.38 Å), and Ti–S (2.29 Å) within the four com-
pounds (Tables 1 and 2). Moreover, these phases highlight 
common chemical and structural characteristics, i.e. sphal-
erite networks formed by the sulphur anions and the d10 
cations (Cu and Sb atoms) with d0 cations (Ti atoms) at in-
terstitial positions.  

Of special importance is the formation of tetrahedral-octa-
hedral [TiS4]Cu6 complexes, which are ordered in the three 
structures in dimensionally distinct sub-units: isolated in 
Cu26Ti2Sb6S32 (x = 0.25), arranged as rows of corner-sharing 
[TiS4]Cu6 complexes for Cu30Ti6Sb2S32 (x = 0.75), as layers of 
corner-sharing [TiS4]Cu6 complexes for Cu4TiS4 (x = 1). 
(Figure 3). Thus, the dimensional arrangement of the 
[TiS4]Cu6 units in the pseudo-binary system Cu3+xSb1−xTixS4 
phases evolves from 0D (x = 0.25), to 1D (x = 0.75), to 2D (x 
= 1). It could be noted that, to the best of our knowledge, 
Cu30Ti6Sb2S32 is the first copper-based sulphide character-
ized by a 1D [TS4]Cu6 units with T = d0 cation (i.e., Ti4+), 
since in mooihoekite, Cu9Fe9S16, T is a d5 cation (i.e., Fe3+).45 
Cu30Ti6Sb2S32  is a new representative of the group C, ac-
cording to the crystal-structure classification proposed by 
Lemoine et al.1  

 

Figure 3. Representations of the tetrahedral-octahedral [TiS4]Cu6 

complexes networks in the pseudo-binary system 

(Cu3SbS4)1−x(Cu4TiS4)x, i.e., Cu3+xSb1−xTixS4: Cu26Ti2Sb6S32 (x = 

0.25), Cu30Ti6Sb2S32 (x = 0.75) and Cu4TiS4 (x = 1). 

 

 

Figure 4. (a) Annular dark-field scanning transmission electron microscopy image of Cu30Ti6Sb2S32 along the four-fold axis. (b) Profiles of 

the intensities of the atomic columns for the lines denoted by 1–5 in (a). (c) The crystal structure of Cu30Ti6Sb2S32 along the four-fold axis. 

The labels of the atomic columns (e.g., Ti+2Cu) represents the number of atoms periodically contained in the columns. The atomic columns 

in (c) correspond to those surrounded by red square in (a) and (b). 

The atomic configuration of the new compound 
Cu30Ti6Sb2S32 was also investigated by annular dark-field 
scanning transmission electron microscopy (ADF-STEM). 
As shown in Figure 4a, atomic columns (spots in the figure) 
along the four-fold axis are well aligned. The position and 
relative intensity of spots agree with those expected from 
the structure model described above (Figures 4b and 4c). 
More specifically, the Sb-rich columns (1 Sb + 1 Cu) exhibit 

the highest intensity; the Ti/Cu columns (1 Ti + 2 Cu) have 
higher intensity than Cu-only columns (2 Cu). The nu-
meral (e.g., “2” for 2 Cu) denotes the number of atoms pe-
riodically contained in the columns (Figure 4c). The dis-
tance between Sb-rich columns is 11 Å, which agrees with 
the lattice parameter a ~ 10.8 Å (Table 2). 



 

 

Figure 5. (a) Electrical resistivity, ρ, (b) Seebeck coefficient, S, and 

(c) thermal conductivity, κ, for the hot-pressed samples of Cu3SbS4, 

Cu26Ti2Sb6S32, Cu30Ti6Sb2S32 and Cu4TiS4.  

 

The relative density of the hot-pressed samples evaluated 
from mass and dimensions was higher than 98–99 % of the 
theoretical density. Secondary electron images and 
backscattered electron images showed that samples are 
dense and homogeneous (Figure S6). Temperature de-
pendence of electrical resistivity, ρ, and Seebeck coefficient, 
S, for the hot-pressed samples of the pseudo-binary system 
Cu3+xSb1−xTixS4 with x = 0 (Cu3SbS4), x = 0.25 (Cu26Ti2Sb6S32), 
x = 0.75 (Cu30Ti6Sb2S32), and x = 1 (Cu4TiS4) are shown in 
Figure 5. Because the samples of Cu3SbS4 and Cu26Ti2Sb6S32 
are known to partially decompose in a low-pressure atmos-
phere above 600 K,14,38 the maximum temperature of the 
measurement was set at 565 K. The electrical resistivity, ρ, 
exhibits values in excess of 10−3 Ω m and semiconducting 
temperature dependence (Figure 5a). The positive sign of 
S indicates that hole carriers dominate the electronic con-
duction for all compounds (Figure 5b). Cu30Ti6Sb2S32 and 

Cu4TiS4 exhibit much higher ρ and significantly lower S 
values compared with Cu3SbS4 and Cu26Ti2Sb6S32. As a re-
sult, the power factors, S2ρ−1, of the former two compounds 
(< 10−3 mWK−2m−1) are much smaller than that of the latter 
two compounds (10−2–10−1 mWK−2m−1). For Cu30Ti6Sb2S32, 
we failed in obtaining reliable carrier concentration (Hall 
voltage) and carrier mobility because of the high electrical 
resistance of the sample. Therefore, it is difficult to discuss 
mechanisms of the combination of higher ρ and lower S.  

Note that, unlike Cu26Ti2Sb6S32 colusite, we did not succeed 
in hole-carrier doping for the new compound Cu30Ti6Sb2S32 
and as well for Cu4TiS4. This doping blockade phenomenon 
is likely related to the structural characteristics of these 
two compounds where all copper ions are involved in 
[TiS4]Cu6 complexes (Figure 3). We conjecture that hole 
carriers cannot be introduced on Cu cations which belong 
to the complexes due to the strong interactions between 
the interstitial T (here Ti) cation and the surrounding Cu 
cations. Consequently, the mixed valence Cu+-Cu2+ re-
quired for hole delocalization on the Cu-S framework42 is 
no more stable. The mechanism of doping blockade for 
Cu30Ti6Sb2S32 and Cu4TiS4 will be investigated in a future 
work for other copper sulphides, as it is a crucial constraint 
for the design of copper-based sulphides with dopable 
characteristics for thermoelectric applications. 

Figure 6 shows electronic bands dispersion calculated for 
Cu3SbS4, Cu26Ti2Sb6S32,38 Cu30Ti6Sb2S32, and Cu4TiS4. 
Cu3SbS4 and Cu26Ti2Sb6S32 have a direct theoretical band 
gap of Eg~0.4 eV (Figures 6a, 6b), while 
Cu30Ti6Sb2S32/Cu4TiS4 have indirect gaps of Eg~1.4/1.8 eV 
(Figures 6c, 6d). The top of the valence band manifold in-
cludes heavy and light bands with contributions from Cu 
and S orbitals for all compounds (Figure S7). While in 
Cu3SbS4 at the edge of the valence band, there are three 
valleys that are degenerate at Γ ; the other compounds 
show a richer multivalley band structure. The dimension-
ality of the arrangement of tetrahedral-octahedral 
[TiS4]Cu6 complexes mentioned above does not change the 
(dimensionality of) band which seem to stay 3D. The com-
plexity of the structure is such that the system, overall, 
doesn’t modify its dimensionality. 

For Sb-containing compounds, the lowest conduction 
band is mainly composed of Sb and S orbitals. The larger 
band gap for Cu30Ti6Sb2S32 compared with Cu26Ti2Sb6S32 re-
sults from the increase in the energy of conduction (Sb-S) 
band and its narrowed band width. The latter characteris-
tic is probably caused by the more isolated nature of SbS4 
tetrahedra in Cu30Ti6Sb2S32 (Figure 1). For Cu4TiS4, the ab-
sence of Sb leads to the largest band gap in this series. 



 

 

Figure 6. Electronic band dispersion for (a) Cu3SbS4, (b) Cu26Ti2Sb6S32, (c) Cu30Ti6Sb2S32, and (d) Cu4TiS4. 

We examined the electronic structure experimentally by 
analyzing diffuse reflectance spectra (Figure S8). Figure 7 
shows the plot for optical band gap determination. With 

reference to the calculation results, (F(R∞)h)2 or 

(F(R∞)h)1/2 are plotted for direct gap, i.e., Cu3SbS4 and 
Cu26Ti2Sb6S32, or for indirect gap, i.e., Cu30Ti6Sb2S32 and 
Cu4TiS4, as function of hv. The Kubelka-Munk function is 
indicated with F(R∞) and hv is the incident photon energy 

in eV. The linear part of (F(R∞)h)2 and (F(R∞)h)1/2 was 
extrapolated to a “baseline” (dotted line in Figure 7) and 
the energy of intersection was defined as Eg. For Cu3SbS4, 
Eg was estimated to be 0.9 eV (Figure 7a), which well agrees 
with a reported value,46 but matches the  computational 
results only qualitatively — the misalignment may be due 
to the limits of the theoretical calculation or can be justi-
fied by the fact that the Sb-derived energy levels at the bot-
tom of the conduction band are distributed around 1.0 eV. 

For Cu26Ti2Sb6S32, (F(R∞)h)2 begin an upward trend at h 
= 0.9 eV in (Figure 7a), which can be attributed to the en-
ergy gap between the top of the valence band at Γ point 
and the isolated manifold around 0.9 eV (Figure 6). An ad-

ditional increase in (F(R∞)h)2 (light absorption in the raw 

data) starting at h1.2 eV indicating the existence of an 
additional energy gap  that it is qualitatively reproduced in 
the band structure (above 1.2 eV). Other interpretation 
may be possible considering theoretical underestimation 
of the band gap. For Cu30Ti6Sb2S32 and Cu4TiS4, Eg was esti-
mated to be 1.2/1.4 eV and 2.1 eV (indirect, Figures 7b), re-
spectively. The values of Eg of Sb-containing systems are 
close to the value (1.4 eV) which gives the maximum theo-
retical efficiency of conversion from solar power to electri-
cal power (Shockley-Queisser limit). Photoelectric conver-
sion characteristics of the materials should be investigated. 



 

 

Figure 7. Transformed reflectance spectrum plots for the non-sin-

tered samples of (a) Cu3SbS4, (a) Cu26Ti2Sb6S32, (b) Cu30Ti6Sb2S32 

and (b) Cu4TiS4.  Solid and dotted lines are fits to the data, the latter 

of which is used to consider the baseline for the estimation of opti-

cal band gap. 

 

Figure 8. Phonon band dispersion and atom-projected density of states for (a) Cu3SbS4, (b) Cu26Ti2Sb6S32, (c) Cu30Ti6Sb2S32, and (d) Cu4TiS4. 

Due to the semiconducting nature of our samples in the 
pseudo-binary system Cu3+xSb1−xTixS4, thermal conductiv-
ity, κ, is governed by its lattice component. The κ values 
decrease with increasing temperature (Figure 5c), indicat-
ing that Umklapp processes are the dominant mechanism 
in phonon scattering for all compounds. The value of κ de-
creases from Cu3SbS4 (x = 0), to Cu26Ti2Sb6S32 (x = 0.25) to 
Cu30Ti6Sb2S32 (x = 0.75) and Cu4TiS4 (x = 1.0). The thermal 
conductivity of the new compound Cu30Ti6Sb2S32 is as low 
as 0.5 W K−1 m−1 (Figure 5c). The low κ for Cu26Ti2Sb6S32, 
Cu30Ti6Sb2S32, and Cu4TiS4 would be attributed to the small 
grain size (< 1 μm) in the sample (Figure S6) and their in-
trinsic properties partially reflected in the phonon disper-
sions (Figure 8). We underline the contribution of Cu dom-
inated vibration at low frequency as observed in other cop-
per sulphides. All compounds have optical modes lying be-
low 180 cm−1, which mainly involve the vibrations of Cu, Sb, 
and S. The dimensionality of the arrangement of tetrahe-
dral-octahedral [TiS4]Cu6 complexes is probably secondary 
as well on the overall phonon dispersions. For all com-
pounds except Cu3SbS4, optical modes exist at 40–60 cm−1. 

This characteristic and the large number of optical modes 
are consistent with the low κ for Cu26Ti2Sb6S32 and 
Cu30Ti6Sb2S32. The phonon dispersion of Cu3SbS4 and 
Cu4TiS4 differ only slightly, the reduction in κ for Cu4TiS4 
is due to effects beyond the phonon spectrum: anharmon-
icities and extrinsic scattering phenomena such as small 
grain size (Figure S6). 

 

CONCLUSIONS 

In summary, by using a pseudo-binary approach in the 
(Cu3SbS4)1−x(Cu4TiS4)x system, we have discovered a com-
pound, Cu30Ti6Sb2S32. The crystal structure of Cu30Ti6Sb2S32 
(x = 0.75) is characterized by sphalerite-like network and 
interstitial Ti atoms, which is closely related to the struc-
ture of Cu26Ti2Sb6S32 colusite (x = 0.25) and combines the 
features of Cu3SbS4 (x = 0) and Cu4TiS4 (x = 1). Interestingly, 
the three structures of Cu30Ti6Sb2S32, Cu26Ti2Sb6S32, and 
Cu4TiS4 are distinguished by the dimensionality of the ar-
rangement of tetrahedral-octahedral [TiS4]Cu6 complexes. 



 

Cu30Ti6Sb2S32 and other three compounds exhibit semicon-
ducting properties and low thermal conductivity. Combin-
ing experiments and theory, we demonstrate the nature of 
band gap and vibrational properties for low thermal con-
ductivity. Based on this research, we propose crystal struc-
ture design using a pseudo-binary system to discover new 
materials. Our work in the ternary sphalerite derivative 
compounds with and without interstitial cations lead to 
the discovery of copper-based sulphide, Cu30Ti6Sb2S32. We 
expect this strategy to be successful also for selenides and 
tellurides providing a way to improve the efficiency of ap-
plications such as thermoelectric and photovoltaic devices. 

 

EXPERIMENTAL AND COMPUTATIONAL DETAILS 

We synthesized polycrystalline samples with compositions 
of Cu3+xSb1−xTixS4 (x = 0, 0.25, 0.75, and 1). The elements—
Cu (99.99%, wire), Ti (99.99%, powder), Sb (99.9999%, 
grain), S (99.99%, powder) from Kojundo Chemical Lab. 
Co., Ltd.—were weighed according to the target composi-
tions for the x = 0.25, 0.75, and 1.0 samples. The elements 
were sealed in an evacuated quartz tube and heated to 1173 
K (x = 0.25) or 1273 K (x = 0.75, 1) for 24 h. A slow heating 
rate of 100 Kh−1 was applied to avoid excessive sulfur vapor 
pressure inside the tube. For the x = 0 sample, starting with 
the stoichiometric composition led to the formation of a 
secondary phase, Cu12Sb4S13. Therefore, we devised a two-
step synthesis process to prepare phase-pure samples. The 
elements were weighed according to the composition 
Cu12Sb4S13. The obtained sample was then pulverized using 
an agate mortar and the composition modified with the ad-
dition of sulfur powder according to the target concentra-
tions (Cu3SbS4). The mixture was molded into a pellet, en-
closed in an evacuated quartz tube, and then subjected to 
a heat treatment at 673 K for 50 h. The annealed samples 
of x = 0 as well as reacted (melted) samples of x = 0.25, 0.75, 
and 1.0 were pulverized using a planetary ball mill 
(PULVERISETTE 7 premium line, FRITSCH) operating at 
room temperature at a disk rotation speed of 450 rpm for 1 
h. The sample powder (~3.5 g) was put into a jar (20 mL) 
together with seven balls of 10 mm diameter in an Ar at-
mosphere. The jar and balls were made of tungsten carbide 
(WC). Each pulverized sample was then loaded into a WC 
die with an inner diameter of 10 mm and sintered at 773 K 
for 20 min in a flowing N2 atmosphere under a uniaxial 
pressure of 200 MPa in a hot-press sintering furnace 
(PLASMAN CSP-I-03121, S. S. Alloy). The sintered samples 

were cut and polished into bars (1.1–1.8 mm  1.8–2.4 mm  

7.4–9.7 mm) and disks (10 mmφ  2 mm) to measure the 
thermoelectric properties. The hot-pressed samples were 
characterized by powder X-ray diffraction (PXRD), scan-
ning electron microscopy (SEM, JCM-6000Plus NeoScope, 
JEOL), and annular dark-field scanning transmission elec-
tron microscopy (ADF-STEM).  

PXRD data of samples arising from the pseudo-binary sys-
tem Cu3+xSb1−xTixS4 (x = 0, 0.25, 0.75, and 1), were collected 
at room temperature on the CRISTAL beamline at SOLEIL 
synchrotron (Saint-Aubin, France). The hot-pressed sam-
ples were finely ground, inserted into quartz capillaries of 

diameter 0.3 mm in order to avoid the necessity to correct 
the data for absorption, and sealed under vacuum. Acqui-
sitions were performed at energy of 22.695 keV (λ = 0.5463 
Å) using a two-circle diffractometer equipped with a My-
then detector bank composed of nine elements covering an 
angular range of ~50°.47 Final diffraction patterns were ob-
tained by the average of data acquired by the nine elements 
during a continuous scan of 60° counting 10 s for each step 
of 1°. The analysis of the diffraction patterns was performed 
by Rietveld refinement using the FullProf and WinPlotr 
software packages.48,49 Background contribution was esti-
mated manually. Zero-point shift, lattice parameters, peak 
shape parameters, asymmetry parameters, fractional 
atomic coordinates and isotropic displacement parameters 
(i.e. Debye–Waller factors Biso) were systematically refined.  

Atomic-resolution observations were performed on pow-
dered sample of Cu3+xSb1−xTixS4 with x = 0.75 (Cu30Ti6Sb2S32) 
using a transmission electron microscope (Titan Cubed 60-
300 G2, Thermo Fisher Scientific), which is equipped with 
a spherical aberration corrector (DCOR, CEOS) for the 
probe-forming lens system. The microscope was operated 
in the STEM mode at an accelerating voltage of 300 kV. The 
convergence semiangle of the electron probe was set to 18 
mrad. The typical probe diameter was less than 0.1 nm. An 
annular dark-field (ADF) detector was positioned to detect 
scattered electrons with an angular range from 38 to 184 
mrad. 

The electrical resistivity, ρ, and Seebeck coefficient, S, were 
simultaneously measured at T = 300–565 K in a low-pres-
sure helium atmosphere using a measurement system 
(ZEM-3, ADVANCE RIKO). Thermal diffusivity, α, was 
measured at T = 300–673 K in a flowing Ar atmosphere us-
ing a light flash apparatus (LFA-467 HT HyperFlash®). 
These data were used to calculate κ = αCDPds, where CDP is 
the Dulong–Petit value of specific heat and ds is the bulk 
density. Diffuse reflectance spectra were recorded in the 
wavelength range of 220–2300 nm using a UV-VIS-NIR 
spectrophotometer (V-570, JASCO).  

Band structure, density of states, and phonon dispersions 
were computed using the Quantum EXPRESSO package50 
as integrated in AFLOWπ51 with PBEsol pseudopotentials 
(we used extended basis version of the PSLibrary52 the for 
bands and the standard solid-state pseudopotentials li-
brary for the phonons53 corrected with a ACBN054 Hubbard 
U (Table S1)). We chose an energy cutoff of 60 Ry, a 4 × 4 
× 4 (shifted) integration grid. Electronic transport coeffi-
cients were evaluated with PAOFLOW55. Phonons were 
computed with the finite difference method using a 2 × 2 × 
2 supercell. 
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