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ABSTRACT 
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There is an ever-growing desire to use and store energy from sustainable resources. Pillared 

graphene materials offer high capacitive performances in supercapacitors, presumably through 

enhanced electrolytic ion sorption in their chemically-engineered inter-layer graphene galleries. 

Herein, a judicious combination of the removal of excess electrolyte, isotopic-enrichment of the 

pillar molecules, and the use of low temperatures (100 K) enables solid-state NMR spectroscopy 

to efficiently probe nuclear spin polarization exchange between the electrolyte and the electrode. 

This  provides  the  direct  detection  of  electrolyte  ions  in  proximity  to  the  gallery  pillars, 

evidencing the adsorption of ions in such two-dimensional galleries. However, when the ions are 

larger than the gallery d-spacing they are not observed to enter the galleries and total storage 

capacity is accordingly reduced. This methodology provides a means to locate electrolyte ions 

upon charging or discharging devices and thus will be invaluable in the quest for the design of 

materials with vastly improved power densities. 

INTRODUCTION

The ever-increasing demand for clean and reliable energy in mobile applications calls for the 

development  of  efficient  energy  storage  devices.  Among  various  electrochemical  devices, 

supercapacitors (SCs) have emerged as excellent candidates that can handle rapid charge and 

discharge  processes  over  millions  of  cycles.  SCs  consist  of  two  porous  electrodes  that  are 

immersed in an electrolytic solution and are separated by an ion-permeable membrane. Upon 

polarization of the electrodes, ions in the electrolyte form an electric double layer of opposite 
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polarity and offer reliable charge-storage. In order to maximize the charge stored, nano-porous 

materials with high specific surface areas, such as activated carbons and carbide-derived carbons, 

are often used as electrodes.1–4 With increasing demand for enhanced energy storage capabilities 

in  SCs,  other  carbon-based  materials,  such  as  onion-like  carbon5,  carbon  nanotubes6,  and 

graphene7,  are  extensively  studied.  In  this  context,  graphene-based  materials  are  potential 

candidates for SCs owing to the excellent electrical conductivity and high theoretical capacitance 

of 550 F/g offered by graphene.8 However, spontaneous restacking of graphene sheets due to π-π 

interactions  has  led  to  experimental  capacitances  well  below  this  theoretical  capacitance, 

achieved in the range of 100 F/g for reduced graphene oxide (RGO), a graphene-like material.9 

Recently, pillared graphene materials have emerged as a new class of materials that prevent 

spontaneous  restacking  of  individual  graphene  sheets  by  separating  them  with  a  chemical 

linker.10–16 Among different approaches, the strategy to use graphene oxide as the precursor and 

alkyl  diamines  as  chemical  pillars  has  offered  facile  synthetic  and design  control.17–19 Alkyl 

diamines bridge graphene sheets through covalent and non-covalent interactions  and offer a 

robust pillared-graphene architecture with chemically-engineered “galleries” available for ion 

sorption in  SCs.16–18 An ion-sieving study using cations of  varied sizes  provided an indirect 

evidence for ion-sorption inside the 2D galleries, wherein cations smaller than the inter-layer 

spacing deliver enhanced capacitances.17,20 In addition, lowering the number of pillars inside the 

2D galleries  was  also  shown improve ion  transport  characteristics  in  SCs.21 Together,  these 

findings present the idea of ion sorption inside the 2D galleries as an avenue towards achieving 
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enhanced capacitances in graphene-based materials. Nevertheless, atomic-scale information on 

ion-sorption inside the 2D galleries is still lacking and is necessary to further understand ion 

sorption mechanisms in these materials. 

Solid-state nuclear magnetic resonance (ssNMR) spectroscopy has proved to be a powerful 

tool for direct characterization of ion sorption in SCs from in-situ22–25 and ex-situ studies.26–30 The 

investigation of ion-sorption in electrode micropores through soaking in increasing amounts of 

electrolyte  has  allowed for  decisive  differentiation  of  ion  sorption  sites.24,27 This  is  possible 

because the chemical environment of ion/solvent is directly related to the NMR chemical shift 

and that adsorbed species on microporous graphitic materials undergo specific shifts due to ring-

current effects.31 The strength of NMR experiments is thus to allow differentiating ions/solvent 

molecules that are present inside the pores (in-pore) from the ones lying outside the pore (ex-

pore).27,30 For  instance,  ex-situ  studies  by  Deschamps  et  al.  have  analysed  the  relative 

concentrations of anions, cations and solvents in “in-pore” and “ex-pore” sites and identified a 

strong influence of the nature of porous carbon on electrolyte reorganization upon polarization.27 

Extensive in-situ studies by Grey and co-workers on various carbons have provided substantial 

insight into ion dynamics during charge-discharge processes.23,32,33 Another study of a graphene 

film in SCs, using ex-situ ssNMR, found two distinct processes of co-ion expulsion and counter-

ion adsorption upon polarization.34 
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Herein,  we  show that  ssNMR under  low  temperature  (LT)  magic  angle  spinning  (MAS) 

conditions is a powerful approach to study ion-sorption in the 2D galleries of a state-of-the-art 

pillared graphene material (6-GH). A washing procedure, similar to that of Deschamps et al.,27 

reveals signals from adsorbed species and the use of low temperatures limits residual motion of 

the adsorbed species, enabling improved nuclear polarization transfer. This, combined with MAS 

conditions, provides the necessary high resolution  and sensitivity for detailed investigations of 

the  adsorbed  species  in  the  in-pore  regions  of  this  complex  system.  In  this  work,  we  use 

polarization transfer from nuclei in the pillars to receptive  31P nuclei in purposefully-selected 

phosphonium  electrolyte  ions  to  probe  the  presence  of  these  ions  inside  the  chemically-

engineered graphene galleries. This methodology, along with the ion-sieving property of the 2D 

galleries confirmed through an electrochemical study of electrolyte cations with varied sizes, 

revealed the presence of cations between the graphene sheets.  This approach provides direct 

information about ion sorption in pillared materials and will  thus help further optimize such 

materials towards high-energy SCs. 

EXPERIMENTAL METHODS

Material Synthesis

Graphene oxide (GO) was synthesized following procedures  reported elsewhere.21 Pillared 

graphene hydrogels (6-GHs) were synthesized using a mixture of 5 ml of aqueous GO (5 mg/ml) 

solution and 32.5 mg of 1.6-hexanediamine (15N-labelled) pillar molecule (Fig. 1a). The reaction 

mixture was sonicated for 10 min, transferred into a 23 ml Teflon vessel and heated at 180oC for 
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17 h. The resulting hydrogel was cleaned with excess ethanol and water sequentially, and freeze-

dried (sample freezing was carried out using liquid N2) to obtain 6-GH aerogels.

Electrochemical tests

The synthesized aerogels were tested in a three-electrode supercapacitor configuration (Fig. 

S1)  with  porous  carbon  (YP50)  as  counter  and  silver  wire  as  pseudo-reference  electrodes, 

respectively. A 25 μm thick cellulose sheet served as a separator. The working electrodes were 

fabricated as a slurry by mixing active materials, polyvinylidene fluoride (PVDF), and acetylene 

black carbon in a ratio of 80:10:10 using N-methyl-2-pyrrolidone and were coated onto 0.5 cm2 

stainless steel disks. The as-prepared electrodes were dried at 65 oC in air for 3 h prior to drying 

under vacuum at  120  oC overnight.  The dried electrodes had an active mass loading of  2-3 

mg.cm-2.  1  M  Tetralkylphosponium  tetrafluoroborate  (TAPBF4)  salt  solutions  in  anhydrous 

acetonitrile (ACN) with varying cation sizes; ethyl (TEPBF4) – 0.68 nm, butyl (TBPBF4) – 0.82 

nm  and  octyl  (TOPBF4)  –  1.12  nm  were  used  as  electrolytes.  TEPBF4 and  TBPBF4 were 

purchased from TCI. TOPBF4 was prepared through an ion-exchange procedure between TOPBr 

(purchased from TCI) and NaBF4 in a mixture of ACN/acetone (50:50). A multichannel VMP3 

potentiostat with EC-Lab software (Biologic) was used for all electrochemical studies.

ssNMR experimental techniques

Conventional  and  DNP-enhanced  solid-state  nuclear  magnetic  resonance  (ssNMR) 

spectroscopy were performed using a Bruker AVIII 9.4 T 263 GHz /  400 MHz DNP-NMR 
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spectrometer equipped with a 3.2 mm low-temperature-capable magic angle sample spinning 

(MAS) probe. DNP was not attempted for the pillared materials due to the known challenges 

with  hyperpolarizing  conductive  materials.35 Here,  instead,  we  show the  usefulness  of  low-

temperature measurements.  All  experiments were performed using cryogenic nitrogen gas to 

cool and spin the sample at 100 K with a MAS frequency of 8 kHz unless otherwise specified. 

The sample temperature was externally calibrated using the  T1 of  79Br in KBr.36  {1H-}31P and 

{1H-}15N cross-polarization (CP)MAS NMR experiments were recorded using 100 kHz nutation 

for 1H /2 pulses and 65 kHz for 1H heteronuclear continuous wave decoupling, a ramped (50-

100%) power to match a Hartmann-Hahn CP condition when using 50 kHz for 31P or 36 kHz 15N 

nutation during 1 ms CP spin-locking and using a spin-echo of one rotor period total duration (50 

kHz for 31P or 36 kHz 15N -pulses) before free-induction decay (FID) acquisition. Between 444 

and 8192 and 444 and 1664 transients were recorded for the {1H-}31P and {1H-}15N CPMAS 

experiments,  respectively,  using  a  recycle  delay  of  ~1  s  between  transients  and  50  Hz 

exponential apodization before Fourier transformation of the FID. The 2D z-filtered TEDOR 15N–

31P dipolar correlation spectrum of 6-GH was recorded with a starting {1H-}31P CP step of 0.5 

ms,  7  ms  total  TEDOR  mixing,  2048  transients  for  each  of  6  complex  (States-TPPI)  t1 

increments of 123.3  s, using a recycle delay of ~1 s between transients and 300 and 50 Hz 

exponential apodization in the direct and indirect dimensions, respectively, before double Fourier 

transform.37 For  the  1D  {15N-}31P  z-filtered  TEDOR  experiments  of  6-GH  with  various 

electrolytes, 7, 14, or 20 ms total TEDOR mixing (as stated) was employed for up to 10240 
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transients. The other parameters were as for the 2D version. For the DNP-enhanced 2D 15N–31P 

z-filtered TEDOR experiment of 25 mM guanosine-15N5 5’-monophosphate sodium salt solution 

(GMP), a starting {1H-}31P CP step of 2.25 ms and a 7 ms total TEDOR mixing period were 

employed, with 32 transients for each of 16 complex (States-TPPI)  t1 increments of 123.3  s 

acquired, using a recycle delay of 3.4 s between transients and 50 Hz exponential apodization in 

both dimensions before double Fourier transform. 

Sample preparation for ssNMR

6-GH samples for ssNMR studies were prepared as pellets (~7 mg) that were either soaked in 

an electrolyte for 90 min or polarized for 90 min at a constant potential of -1.3 V or +1.5 V vs. 

Ag in a three-electrode Swagelok cell (Fig S1). Wet pellets of 6-GH (soaked/polarized) were 

then transferred to a P4 fritted Buchner filter (10-15 μm) and mildly washed with ~10 ml of 

acetonitrile under applied vacuum. Later, the dried powder was further dried in a vacuum oven at 

65 

oC for 4 h.  Samples were also prepared without the washing step by directly transferring wet 

pellets into vacuum oven.

RESULTS AND DISCUSSION

Pillared graphene materials are generally synthesized through a direct reaction of aqueous GO 

solution with alkyl diamines as pillars.12 The amine groups react with epoxy and carboxylic 

groups  on  adjacent  graphene  oxide  sheets  and  result  in  covalently-bridged  graphene  sheets. 
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However,  owing  to  the  reducing  nature  of  alkyl  diamines,  GO  sheets  undergo  partial  and 

simultaneous  chemical  reduction  and  restack  into  graphitic  particles,  resulting  in  a  biphasic 

material  that  consists  of  domains  of  both  covalently-bridged  and  restacked  graphene.17 The 

obtained pillared materials are then reduced further to remove residual oxygen functionalities, 

improve electrical conductivity and facilitate their application in SCs. Recently, we synthesized a 

pillared graphene hydrogel (6-GH) through simultaneous pillaring and reduction of GO in a one-

step  hydrothermal  process  using  1,6-hexanediamine  as  the  pillar  molecule.21 This  material 

demonstrated a high specific capacitance of ~225 F/g, benefitting from an enhanced ion sorption 

in  the  synthesized  2D  galleries.  In  order  to  investigate  this  ion-sorption  through  ssNMR 

techniques,  herein,  the  pillar  molecules  were  isotopically-enriched  using  15N-labeled  1,6-

hexanediamine. 
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Figure 1. (a) Schematic representation of the synthesis of pillared graphene hydrogel (6-GH) 

using  1,6-hexanediamine  as  the  pillar.  b)  Various  types  of  porosities  present  in  6-GH 

schematically represented according to their length scales, with the meso/macro-scale porosity 

shown through an SEM image (right). Micro-scale depicts the biphasic nature of 6-GH with 

presence of both cross-linked graphene particles and restacked graphitic particles (RGO-like). 

Ions adsorb in the inter-layer nanopores and the inter-particular micropores (together termed as 

in-pore ions) whereas, the ions in meso-macro pores (termed as ex-pore ions) serve as buffer 

stock for the bulk electrolyte. 

The synthesized 6-GH displays a 3D monolithic structure and a strong presence of both cross-

linked (pillared graphene) and restacked (RGO-like) domains in the X-ray diffraction (XRD) 

patterns (Fig. 1b & S3). Scanning electron microscopy shows the presence of an extended 3D 

macroporous structure throughout the monolith (Fig. 1b).  From XRD patterns,  an inter-layer 

separation of 7.8 Å has been assigned between the graphene sheets, in line with earlier reports on 

diamine-pillared  graphene  materials.10,12 X-ray  photoelectron  spectra  (XPS)  show  that  the 

majority of N in 6-GH occur as amines in pillars with smaller contributions from N as pyrrolic 

and graphitic moieties (see Fig. S4). Low temperature {1H-}15N CP MAS NMR spectra of 6-GH 
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show the distinct presence of secondary amines (at  {15N} ~80 ppm) in 6-GH (see Fig. S5a) 

indicating the covalent bridging between alkyl diamines and graphene layers, as well as primary 

amines (at  {15N} ~20-50 ppm) and secondary amides, pyrrolic, pyridinic, and graphitic N (at 

{15N} ~100-200 ppm).38

Figure 2. Cyclic voltammogram curves of 6-GH in TEPBF4, TBPBF4 and TOPBF4 / acetonitrile 

(ACN) 1M electrolytes recorded at 20 mV/s. The increasing cation sizes from 0.69 to 0.82 and 

1.12  nm  for  TEP+,  TBP+ and  TOP+,  respectively,  result  in  lower  currents  under  negative 

potentials. 

Electrolytic ion Diameter (nm)

Tetraethyl phosphonium (TEP+) 0.68

Tetrabutyl phosphonium (TBP+) 0.82

Tetraoctyl phosphonium (TOP+) 1.12

Tetrafluoroborate (BF4
–) 0.48

Table 1. Ion sizes of the various electrolytic salts used in this study. These values were obtained 
from  prior  reports  in  the  literature.40,41 They  were  calculated  using  molecular  modelling 
approaches  and  verified  by  crystallographic  measurements,  correspond  to  ions  in  their  un-
solvated states.
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6-GH was tested for its electrochemical properties through cyclic voltammetry (CV) using a 

family of 1M (TAP+BF4
-/ACN) electrolytes since the large NMR receptivity of 31P in the cations 

results  in  an  excellent  probe  for  NMR  analysis  (compared  to  14/15N  and  13C  in 

tetraalkylammonium ions).  Alkyl  phosphonium cations  of  varied  sizes  with  increasing  alkyl 

chain lengths of ethyl (TEP+), butyl (TBP+) and octyl (TOP+) (Table 1) allowed for analysis of 

size-based ion sieving39–41 in 6-GH. CVs were recorded at 20 mV/s after electrowetting of the 

electrodes during several initial cycles and the obtained curves were normalized using the weight 

of graphene material in the electrode (Fig. 2). CVs obtained in TEP+BF4
–/ACN, TBP+BF4

–/ACN, 

and TOP+BF4
–/ACN for 6-GH show similar rectangular curves for potentials higher than 0.2 V vs 

Ag — the initial OCV — but differ greatly for potentials lower than 0.2 V vs Ag. Since anion 

adsorption is recognized as a major process under positive polarization, the similarity in the 

curves is expected as the BF4
– anion (with a smaller diameter than the d-spacing of 6-GH) is used 

in all cases. However, under negative polarization with respect to OCV, a gradual decrease in the 

intensity of currents can be seen with increasing cation size. Considering that TEP+ is smaller 

than the inter-layer gallery spacing of 7.8 Å in 6-GH, it shows a rectangular behaviour which is 

consistent with a facile ion sorption within the carbon material. However, TBP+ and TOP+, which 

are, respectively, in the same range or larger than the d-spacing have increasingly limited access 

to the galleries and thus the CVs show a fairly symmetric deformation at negative voltages with 

substantial decrease in current. As a result, it turns out 6-GH’s electrochemical behaviour, in 

such electrolytes, upon negative polarization is correlated with the cation size: the larger the 
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cation,  the  lower  the  current.  It  is  noteworthy  that  CVs recorded  using  TEPBF4 electrolyte 

displayed relatively similar curves from the 1st to 100th cycles (Fig. S6a). However, CVs using 

larger TAPBF4 salts displayed a gradual enhancement in current in the first 100 cycles (Fig. 

S6b). We suspect that a gradual activation and enhancement of electrochemically active in-pore 

surface area may cause this gradual increase in currents for ions that experience more difficulties 

to access the inter-layer galleries. These electrochemical results of 6-GH in TEP+BF4
–, TBP+BF4

–, 

and  TOP+BF4
– /ACN  thus  demonstrate  a  sieving  based  on  ion  size  versus  d-spacing  of  a 

graphene-based material,  and highlight 6-GH as well-suited for NMR characterization of ion 

sorption in inter-layer graphene galleries.

LT-MAS NMR experiments were performed on pristine and polarized 6-GH electrodes that 

were prepared by washing the excess electrolyte from the meso/macro pores in order to get a 

clearer picture of only species that are close to graphene surfaces. This washing is similar to the 

approach taken by Deschamps et al.27 The scope of the work here is to analyse whether ions are 

only adsorbed in the inter-particle micro porosity and/or also in the inter-layer pores (Fig. 1b), 

and  the  low temperature  experiments  enable  the  sensitive  detection  required  to  probe  these 

distinctions via NMR spectroscopy. Samples were also prepared without the washing step as a 

comparison.  Here,  the  combination  of  31P  observation  and  low  temperature  experiments 

qualitatively shows ion adsorption/presence in these pillared graphene materials after washing, 

without being obscured by signals from the bulk. Forse et al.  employed polarization transfer 

13



methods between 13C-enriched porous carbon electrodes and electrolytes at room temperature for 

similar purposes.42,43 

Figure 3. {1H-}31P LT CPMAS NMR spectra at 100 K of 6-GH electrodes with TEP+BF4
–/ACN 

(a) and TBP+BF4
–/ACN (b) as electrolyte, whether soaked, soaked and washed, or polarized at -

1.3 V and +1.5 V vs. Ag and then washed (or not). Also given as a comparison are corresponding 

spectra of the bare TAPBF4 salts (bottom).  

The {1H-}31P LT CPMAS NMR spectra of 6-GH  unpolarized and soaked in electrolyte and 

washed  with  ACN,  shown  in  Fig.  3,  qualitatively  demonstrate  that  the  low  temperature 
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methodology  provides  good  NMR  signal-to-noise  ratios  for  small  amounts  of  remaining 

electrolyte, which are quite different to those of unwashed samples. Notably, the 31P spectrum of 

6-GH soaked in TEP+BF4
–/ACN and unwashed displays a major peak at 42 ppm with minor 

shoulders at lower chemical shifts (30-38 ppm). This is in stark contrast to the washed sample 

that  shows  the  most  intense  peak  at  30  ppm,  with  a  remaining  low  intensity  and  broad 

contribution centred at  ~38 ppm (see Fig.  3a).  The observed  31P spectrum of  the unwashed 

sample is comparable to that observed for earlier work with the same electrolyte but with porous 

carbon electrodes and corresponds to free ex-pore (~41 ppm) and adsorbed in-pore (~34 ppm) 

cations, respectively.23 

It is interesting to note that the 31P peak around 42 ppm in the soaked and unwashed sample is 

also present in the bare salt although the resonance is less broadened. This suggests the presence 

of an ion-pairing effect between TEP+ and BF4
- in the unwashed sample (at the concentration 

used in this study). Interestingly, for the washed sample, this large contribution at 42 ppm is 

mostly  removed.  The  remaining  31P  resonance  appears  around  30  ppm   and  is  tentatively 

assigned to ex-pore TEP+ ions that are shielded by distance from BF4
– (possibly owing to a full 

solvation  shell  of  ACN).  The  resonance  at  38  ppm,  which  is  clearly  present  in  the  sample 

polarized at -1.3 V and washed, can be attributed to adsorbed in-pore cations. The effect of the 

graphene ring current can clearly be seen here because of the relatively small size of the TEP+ 

cations.
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Unwashed 6-GH prepared with TBP+BF4
–/ACN gave a {1H-}31P LT CPMAS NMR spectrum 

of similar intensity to that of unwashed TEP+BF4
–/ACN, but displayed a broad signal (see Fig. 

3b) around 31-34 ppm; we note that peak intensities are discussed here as a crude approximation 

but the study remains qualitative.  It  is  interesting to note that these chemical shifts  are also 

consistent with an ion-pairing effect since they match the resonances present in the bare salt. 

Nevertheless, TBP+ cations are larger, so one should expect the effect of the BF4
–  anions on the 

31P chemical shift  to be reduced. It  is also interesting to note that there is a diversity in  31P 

chemical shift visible for both pure TEPBF4 and TBPBF4 (Fig. 3a inset and Fig. 3b). The pure 

salts are similar to organic ionic plastic crystals, with disorder leading to different 31P chemical 

shifts.44 

Upon  washing,  the  resulting  spectrum  of  6-GH  with  TBP+BF4
–/ACN  shows  a  dramatic 

decrease in the 31P signal intensity, as could be expected; most free TBP+ are washed away. This 

is not the case after the sample has been polarized to -1.3V where one can detect a large signal 

centred at 31 ppm, which is thus attributed to adsorbed in-pore TBP+.

The relatively small difference in 31P chemical shift between the in-pore signals (31 ppm) and 

free cations (34 ppm) for  TBP+BF4
–/ACN could be attributed to the lesser  influence of  ring 

currents from the graphene electrode and interactions with BF4
– anions, respectively, on the 31P 

spins in the larger cations. Overall, this analysis shows that washing the samples is an efficient 

way to focus mainly on adsorbed cations. Hereafter, all discussion will hence be focused on 

washed samples.  

16



After being polarized at -1.3 V vs. Ag in TEP+BF4
–/ACN (Fig. 3a), TBP+BF4

–/ACN (Fig. 3b) or 

TOP+BF4
–/ACN (Fig.  S7),  6-GH samples  exhibit  a  tremendous  increase  in  the  intensity  of 

adsorbed cation signal, compared to that of the corresponding soaked sample (~50 times). This 

indicates, as expected, that negative polarization results in enhanced adsorption of cations. TEP+ 

displays a major, broad 31P signal at 38 ppm, thus corresponding to adsorbed species. The intense 

TBP+ 31P signal is clearly recorded at 31 ppm. Here again, this negligible shift between bulk and 

adsorbed species is explained by the graphene shielding effect31 and interactions with BF4
– anions 

being minimized by the lengthier alkyl chains from this cation. This interpretation is further 

confirmed by the absence of shift between bulk and adsorbed peaks for TOP+ (both ~30 ppm – 

see Fig. S7). 

Contrary  to  expectations,  the  {1H-}31P  LT  CPMAS  NMR  spectra  of  6-GH  soaked  with 

electrolyte and polarized directly to +1.5 V vs. Ag (from its pristine state) for 90 min show peaks 

corresponding to adsorbed cations (see Fig. 3). This could also indicate that charge diffusion 

upon  cycling  does  not  rely  on  a  full  anion/cation  exchange  or  on  full  cation  depleting 

mechanisms.45 Another  interpretation  could  be  that  the  ions  enter  the  inter-layer   graphene 

galleries upon soaking 6-GH, and cations are then not fully removed with simple polarization up 

to +1.5 V. This presence of adsorbed cations even under positive polarization is interesting and 

supports our earlier impedance studies, wherein ion transport was found to depend strongly on 

both counter ions and co-ions.20 The presence of adsorbed cations under positive polarization 

was also observed with room temperature ssNMR spectroscopy (see Fig. S5b). A comparison to 
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the  corresponding  ssNMR  spectrum  recorded  at  low  temperature  (Fig.  3  and  Fig.  S5b) 

demonstrates  the sensitivity  gains  from these low temperature measurements  where a  worse 

signal-to-noise ratio was obtained at room temperature even after 25 times more accumulated 

scans. 

Although interactions between electrolyte ions and graphene have been inferred in the above 

ssNMR data, no clear evidence was observed to differentiate ion sorption in the in-pore inter-

particular and in-gallery 2D porosities. 

Figure 4. 1D LT CPMAS {15N-}31P zf-TEDOR NMR spectra of 6-GH electrodes after negative 

polarization  and  various  electrolytes  (TOP+ (a),  TBP+ (b),  and  TEP+ (c)  with  BF4
-/ACN), 

recorded using a total of 7 ms of TEDOR recoupling.
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Since single-step CP (1H  31P) experiments did not provide specific information about ion 

sorption sites  inside  the  interlayer  space,  z-filtered Transferred Echo Double  Resonance (zf-

TEDOR) was employed.37 This experiment probes spatial proximities between heteronuclei, here 

15N from the pillars and 31P from the cations, and can be combined with a sensitivity-enhancing 

{1H-}31P CP step.  The 1D LT CPMAS {15N-}31P  zf-TEDOR NMR spectra of the negatively 

polarized 6-GH samples are shown in Fig. 4. None of the non-polarized 6-GH samples soaked in 

the various electrolytes give a 31P NMR signal using {15N-}31P zf-TEDOR most likely due to the 

relative scarcity of cations in the sample that will  be in close proximity of the  15N-enriched 

organic  pillars  (compared  to  negatively  polarized  6-GH  in  electrolyte).  When  6-GH  in 

TEP+BF4
–/ACN or TBP+BF4

–/ACN is charged to –1.3 V vs. Ag, clear 31P signals from adsorbed 

cations are observed (see Fig. 4c and Fig 4b, respectively), revealing a proximity between these 

cations and nitrogen atoms in the pillars. Two phenomena could lead to the above observations: 

(i) TEP+ and TBP+ cations may enter the inter-layer spaces in 6-GH under negative polarization 

and be in sufficiently close proximity to the pillar molecules; (ii) relatively more cations may 

enter  the inter-particular  porosity under negative polarization,  leading to shorter  cation-pillar 

distances  on  average  than  when  the  sample  is  only  soaked.  To  distinguish  scenario  (i),  an 

electrolyte  with  cations  of  diameter  larger  than  the  inter-gallery  d-spacing  of  6-GH  was 

employed; TOP+BF4
–/ACN contains cations with a diameter of ~ 11.2 Å (cf. 7.8 Å for the d-

spacing).40 Although  {1H-}31P  LT  CPMAS  NMR  experiments  of  6-GH  in  TOP+BF4
–/ACN 

provide good signal-to-noise (see Fig. S7), no signal is observed for the {15N-}31P  zf-TEDOR 

19



experiment (see Fig. 4a and Fig. S8). This suggests that there is not a sufficient amount of TOP+ 

ions in proximity to 15N from the electrode and thus that the large TOP+ ions do not enter into the 

graphene  galleries  of  6-GH.  This  corroborates  the  conclusions  from  the  electrochemical 

measurements (vide supra).

To ensure that the absence of {15N-}31P zf-TEDOR signal for 6-GH with TOP+BF4
–/ACN is not 

due to the larger distance between 31P and 15N because of the octyl chains of TOP, a reference 

experiment  was  performed.  A  guanosine  derivative  was  chosen  (Guanosine-15N5 5’-

monophosphate  sodium salt  solution,  GMP)  that  bears  a  variety  of  31P–15N distances,  from 

approximately 6 to 11 Å (cf. TOP+ radius of <10 Å). From a 2D LT CPMAS 15N-31P zf-TEDOR 

NMR spectrum (using the same TEDOR recoupling time as for the experiments on 6-GH) for 

diluted (25 mM) GMP, cross peaks for even the furthest 15N-31P spin pairs are observed (see Fig. 

S9). Moreover, longer TEDOR recoupling times (up to 20 ms) were also attempted for 6-GH in 

TOP+BF4
–/ACN, with still no observed signal (see Fig. S8). This rules out the longer alkyl chain 

length of TOP+  as the reason for absence of {15N-}31P zf-TEDOR signal. Therefore, this shows 

that TOP+ cations do not enter the graphene galleries as expected considering their size and, by 

extension, confirms that the NMR signal observed for {15N-}31P zf-TEDOR experiments of 6-GH 

with TEP+BF4
–/ACN and TBP+BF4

–/ACN does indeed come from cations confined between the 

pillared layers.
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Figure 5. 2D LT CPMAS 15N-31P zf-TEDOR NMR spectrum of 6-GH electrodes with negative 

polarization  and  TEP+BF4
–/ACN  electrolyte,  recorded  using  a  total  of  7  ms  of  TEDOR 

recoupling. 

The proximity between electrolyte and the pillars is only detected here through {15N-}31P zf-

TEDOR  experiments  when  there  is  a  sufficient  number  of  dipolar  (through-space)  coupled 

nuclei,  as  is  the  case  when  the  electrolyte  can  enter  high-surface  area  pillared  graphene 

interlayers. To gain further information on specific interaction sites within the graphene galleries, 

a 2D LT CPMAS 15N-31P zf-TEDOR NMR spectrum of 6-GH with TEP+BF4
–/ACN and negative 

polarization  was  acquired,  and  is  shown  in  Fig.  5.  It  can  be  seen  that  31P  spins  from the 

electrolyte cations correlate to  15N in a variety of different environments found in the pillared 

graphene material:  free amines,  N in α of  the graphene sheet,  N from amides,  and N from 

pyridinic or pyrrolic moieties.  Moreover,  it  appears that  different  15N environments correlate 
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more or less strongly to two particular 31P chemical shifts (evidenced by the relative intensity of 

the contours and via cross-sectional slices (see Fig. S11)), at 39 and 36 ppm. Amines and amides 

that could be expected near to the edges of the graphene sheets correlate to the higher-shifted 31P 

resonance at 39 ppm, which could be expected if cations near the edges were then less affected 

by ring currents in the graphene.31 Conversely, cations in the centre of the sheets would be most 

affected by the ring currents.  Indeed, the  31P resonance showing the lower shift,  at  36 ppm, 

correlates  most  strongly  to  15N-containing  moieties  that  are  expected  to  covalently  link  the 

graphene sheets together (N in α of the graphene and pyridinic- or pyrrolic-N). This tentative 

assignment indicates that the broadness (~ 9 ppm) of the 31P NMR signal from adsorbed TEP+ 

cations is at least partly due to varied positions of the electrolyte cations with respect to the 

pillared graphene electrode.    

CONCLUSIONS 

In summary, this study presents low temperature MAS NMR spectroscopy as an efficient and 

powerful  technique  to  investigate  electrolytic  ion  sorption  in  pillared  graphene  hydrogel 

electrodes suitable for use in supercapacitors. Extensive analysis using electrolytic cations of 

varied  sizes  and  under  different  bias  potentials  has  revealed  that  ions  enter  inter-layer  2D 

galleries in 6-GH when chosen appropriately. Specifically, when 6-GH is used in combination 

with a cation of larger diameter than the d-spacing, nuclear polarization transfer is not observed 

between the electrolyte cations and the pillars as these ions are too big to enter the 2D galleries. 
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Only when 6-GH is used in combination with a cation smaller than the d-spacing do cations enter 

the graphene galleries.  Nuclear  polarization transfer  between cations inside the galleries and 

isotopically-enriched marker nuclei  from the pillars  reveals  that  the cations can be found in 

various chemical environments within these graphene galleries. Overall, LT MAS ssNMR offers 

a  new  atomic-scale  method  to  probe  ion-sorption  in  SCs  and  similar  devices,  presenting 

enormous potential for understanding dynamic mechanisms, thus leading to further improved 

energy storage materials.
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