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Abstract 

Since the advent of additive manufacturing processes, new ways of repairing damaged parts emerged. Among 
those, Laser Metal Deposition offers the possibility of restoration or functionalization of surface properties. In 
this work, we study the wear properties of an IN718 coating deposited by LMD. IN718 is deposited according to 
several scanning strategies. Samples are subjected to dry flat-on-flat reciprocating wear tests using the flat 
surface of a cylindrical pin as a counter body. Then, we investigate the impact of the scanning strategy, the 
normal load, and the number of cycles on wear. Finally, we compare the wear resistance of the LMD samples 
with the one of wrought IN718 to evaluate the competitiveness of the wear properties of the material obtained 
by LMD. Results show that the scanning strategy turns out to not change the wear resistance of the deposited 
sample despite the highly heterogeneous surface microstructure. As the chosen contact is a flat-on-flat contact, 
the large area covered by the pin does not perceive the local microstructural heterogeneities. It has been 
observed as well that the wear volume of the coating increases linearly as the normal load increases, with an 
evolution of the wear mechanisms. Although oxidized transfer layer is observed at lower load, the main wear 
mechanisms observed are abrasion and adhesion. Then, by studying the wear evolution with increasing testing 
time, it has been observed that after a certain amount of cycles, a protective oxide layer appears and prevents 
IN718 from wear. In similar tribological conditions, wrought IN718 has slightly better wear resistance than its 
LMD’s homolog. This difference in wear between the materials obtained by two processes could certainly be 
explained by the high initial amount of dislocations in the LMD samples and the presence of detrimental phases 
in its microstructure, such as Laves phases. Nonetheless, this study highlights the good wear resistance of the 
IN718 samples obtained by LMD despite their non-optimized as-built properties.   

Keywords: Additive manufacturing, wear, IN718, coating, scanning strategy  
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1. Introduction 

 

Laser Metal Deposition (LMD) is an additive manufacturing (AM) technique belonging to the direct energy 
deposition (DED) process family. By the intermediate of a coaxial nozzle, metallic powder is projected underneath 
the focal point of a powerful laser. The laser creates a melt pool which is fed by the continuous powder stream. 
After solidification, it creates a small bead. A 3D part is built by juxtaposing beads to form a layer and piling up 
the layers. This process allows the manufacturing of geometrical complex parts but it also has other interesting 
features, including the possibility of adding functions to a pre-existing metallic part or restoring worn-out parts 
[1]. This article is focused on the wear behavior of IN718 deposited by LMD. The obtained results might be 
interesting for the use of LMD as a repairing process for worn parts.  

The restoration of metallic parts is already possible through several different processes such as arc welding [2], 
thermal spray [3], etc… However, using the LMD technique gives the advantage of accurately repairing parts with 
complex geometric shapes. In the aerospace/aeronautic fields, turbine blades made up of nickel superalloy have 
been already repaired through this process [4]–[6]. Other studies focused their works on die repair by depositing 
harder alloys than the initial die material [7], [8]. Aditya et al. [9] tried to clad a Co-Ni secondary hardening steel 
in readiness for the repairing of components such as pinion housing shafts or gears. In our case, the alloy used 
for repairing is Inconel718 (IN718). 

IN718 is a very well-known nickel-based precipitation-strengthening alloy. Its high amount of iron made him 
interesting economically but with a slightly lower corrosion resistance compared to other Inconel grades (such 
as IN625 for instance) in which the iron is replaced by other alloying elements such as Co, Ta, Mo etc. When 
conventionally manufactured, this alloy is mainly composed of an austenitic matrix γ in which the γ’ and γ“ 
coherent strengthening phases are precipitated after that a usual homogenization and double aging heat 
treatment is carried out. Because of its good mechanical properties and corrosion resistance at high 
temperatures (above 650°C), this alloy is one of the primary compounds of aerospace engine parts [10]. 
Therefore, because of its good properties and weldability, many articles cover the shaping of this material 
through the LMD process [11]–[13]. These articles focused on process parameter optimization, the resulting 
microstructure, and its mechanical properties. Generally, results in the literature highlighted the fact that the 
additive manufacturing process gives rise to differences in mechanical properties compared to parts produced 
by a conventional process [14]. However, only very few articles considered the tribological properties of IN718 
deposited by LMD. More generally, the wear resistance of additive-manufactured parts is still a juvenile research 
topic. 

Yang et al. worked on the wear behavior of the 316L stainless steel produced by Laser Powder Bed Fusion (LPBF) 
[15]. They brought to light an anisotropic wear behavior and showed that the typical cellular sub-microstructure 
of this alloy when manufactured by LPBF plays a crucial role in its wear properties. More recently, the same 
authors exposed the impact of the microstructural texture on its wear behavior. According to them, it would be 
possible to reduce the wear rate by tailoring the microstructure texture to get grains with high slip resistance 
[16]. Bahshwan et al. worked also with this steel and showed how the anisotropic microstructure leads to an 
anisotropic wear behavior [17][18]. Concerning the IN718, a large number of studies investigate the tribological 
behavior of this material when conventionally manufactured [19]–[22]. Most of the studies focused on the wear 
properties of the IN718 shaped by AM process are dedicated to the LPBF [23]–[25]. For instance, Samuel et al. 
[24] worked on the wear properties of IN718 manufactured by LPBF at high temperatures. They highlighted that 
the higher the temperature, the lower the wear resistance. Only very few articles treated the topics of the wear 
properties of IN718 deposited by LMD. Onuike et al. showed that the laser scanning strategy seems to have an 
impact on the wear properties but no further explanations were given [26].  Xu et al. showed that, by influencing 
the density, hardness, and microstructure, the laser power greatly changes the wear resistance of the IN718 [11]. 
Song et al. successfully enhanced the wear properties of this alloy by adding graphene particles to the material 
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during the LMD process. During the wear test, the graphene goes into the contact and acts as a lubricant, 
reducing the coefficient of friction (COF) and drastically lowering the wear rate [27]. Most of the articles 
concerning the wear of AM parts focused on the LPBF process. Moreover, IN718 is rarely taken as study material 
in these articles. So, the wear property of IN718 coating made by LMD is poorly documented and this is the 
objective of the present study. 

In this work, our goal is to investigate the wear resistance of the IN718 deposited by LMD. With a view to quickly 
putting back the metallic part into service after coating and to limits costs, it was decided to apply a limited 
number of post-treatments. Only milling was applied (to control the surface topography), without further heat 
treatment. As, in a previous study [26], the scanning strategy turned out to be a critical parameter for wear 
resistance, we performed reciprocating sliding wear tests on samples manufactured according to four different 
scanning strategies. A tribological flat-on-flat contact was used for this study to produce a large contact area, 
which is representative of many industrial applications. Tests with different values of normal load and number 
of cycles were carried out to evaluate the impacts of these parameters on wear mechanisms. Finally, a 
comparative study was handled with a wrought IN718 to situate the competitiveness in terms of wear resistance 
of this same alloy manufactured by LMD. To better understand the wear behavior, we analyzed the evolution of 
the COF, the wear volume, the worn-surfaces of the two bodies and the modifications of microstructure (as-built 
and after tests). 
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2. Materials & Methods 
2.1. Cladding of IN718 on a steel plate 

The whole samples were built using a BeAM machine equipped with a 500 W YLR-fiber laser [28]. The powder 
used to manufacture the samples was provided by Oerlikon [29]. The powder was produced by gas atomization 
to give a final product composed of particles in a size range between 45 and 115 µm. The chemical composition 
of the IN718 powder and some of its properties are given in Table 1 and Table 2 respectively.  

Table 1: Chemical composition of the material of the study 
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Table 2 : Granulometric properties of the IN718 powder 

Particles size distribution 
d10 d50 d90 

50 µm 67 µm 107 µm 
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Figure 1 : a) Geometry of the samples; b) Schematic of the four scanning strategies 
 

The coatings were performed on XC48 low alloyed steel plates with an initial dimension of 150 x 200 x 8 mm with 
the following process parameters: laser power of 325 W, a scanning speed of 2250 mm/min, a powder feed rate 
of 7 g/min, and an overlapping percentage of 30%. With such parameters, beads of about 200 µm high and 600 
µm wide are deposited. In total, 4 square coatings of 2 mm high with different scanning strategies were deposited 
on one plate which represents the piling of 10 layers. Then, samples were split up using a band saw. As depicted 
in Figure 1 a), the final geometry of the samples consists of 55 x 55 x 2 mm coatings on top of plates with a 
dimension of 85 x 65 mm. 

The four scanning strategies are displayed in Figure 1 b). The four strategies employ a back-and-forth motion of 
the laser but with different scanning directions and rotation at each new layer. Strategy 0° consists of a scanning 
direction parallel to one of the edges of the samples without any rotation of this direction. Strategy 45° and 90° 
have the same incremental rotation of 90° at each new layer but the initial scanning direction differs between 
both. Strategy 45° starts with a scanning direction that goes diagonally to the edge, whereas in Strategy 90°, the 
motion of the laser follows the edges. Finally, Strategy 67° has an initial scanning direction along the samples’ 
edges and is subjected to an incremental rotation of 67° at each new layer. For each new batch of samples, all 
the coatings were built at the same location on the plate depending on their scanning strategy. As shown in 
Figure 2 a), initially, the as-built samples have a high roughness because of the unmelted particles sintered at its 
surface and the wavy topography induced by the overlapped beads. Therefore, to get rid of the high roughness 
surface and to ensure a good flatness, the surface of the samples was finally milled. It is worth noting that the 
milling process is the only post-treatment applied to the LMD coating. As the goal of this article is to study coating 
that allows one to quickly put back into service a worn metallic part, no heat treatments were performed. 
Therefore, the effect of different heat-treatments that could be applied after coating to change the 
microstructure and mechanical properties of the coating is not studied in this article. 
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Figure 2: Samples roughness a) before and b) after milling 

 

The milling parameters are given in Table 3. The use of this finishing process decreases the arithmetic roughness 
from 15 to 0.7 µm. As illustrated in Figure 1 b), because of the removal of 0.5 mm of material by milling, the final 
samples consist of 55 x 55 x 1.5 mm coatings.  

 

Table 3: Milling parameters 

Rotation 
speed 
(rpm) 

Cutting 
speed 

(m/min) 

Depth of 
cut (mm) 

Depth of 
finishing 
cut (mm) 

Table 
feed 

(mm/min) 

Material of 
flutes 

Number of 
flutes 

Cutter 
diameter 

(mm) 
95 23.87 0.2 0.1 29 Carbide 7 80 

 

For comparison purposes, wrought IN718 cylinders (5 mm high and 20 mm radius) were used to perform wear 
tests radially. The composition of the wrought material is detailed in Table 1. The latter comes from a billet of 
IN718 (PYRAD53NW) supplied by Aubert&Duval [30].  For comparison purposes, the top surfaces of the wrought 
cylinders were milled as well with the same milling parameters given in Table 3. 

2.2. Materials characterization before wear tests  

A preliminary characterization of the tested materials was carried out before performing wear tests to better 
understand how their properties could impact their wear resistance. The microstructure, the density, and the 
hardness were analyzed through several characterization techniques detailed hereafter. 

Before microstructural analysis of the surface contact, the specimens were polished by using SiC abrasive paper 
from 400 to 4000. Then a finishing polish was performed with a diamond paste of 3 and 1 µm. Finally, the 
specimens were electrolytically etched for 20 seconds at 5 V with a 20% diluted orthophosphoric acid. 
Metallographic observations of the top surface were performed with an FEI QUANTA 600F Scanning Electron 
Microscope (SEM). Electron Backscatter Diffraction (EBSD) maps were acquired as well, with an EBSD camera 
from Oxford [31]. The step size was set to 0.6 µm and the beam voltage was set to 30 kV for all the EBSD maps. 
The EBSD maps were post-treated with Aztec and Channel5 software [31]. The smallest grain has an area of 1.8 
µm².  
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Hardness was measured with a Zwick machine [32]. Profile hardness underneath the milled surface was 
performed in diagonal in order to attain a step size of 10 µm. The first point of each profiles is located at 40 µm 
below the surface. A measurement consisted in applying a load of 750 mN for 5 seconds which results in an 
indent of 20 µm in diagonal. The mean values were calculated by averaging 3 profiles performed on the wrought 
and 4 profiles performed on the LMD samples (one on each strategy). The hardness is calculated through the 
software of the machine by using the Oliver-Pharr method [33]. The top surface hardness was measured using a 
Micromet5100 from Buehler [34] on the as-milled samples. For those measurements, 8 indentations were 
performed on each sample. They consisted in applying a load of 5 N for 15 seconds which gave an indent size 
neighboring 45 µm in diagonal.  

To have an estimation of the density of the samples, image analysis was performed. A total of 6 transversal cross-
sections of each sample were analyzed at different locations, after being polished with the same protocol as the 
metallographic observations. A total surface of 120 mm² was treated with the ImageJ software. The smallest 
porosity detected has an area of 2.5 µm². The mean density of the LMD samples was evaluated at around 99.9% 
for the four strategies.  

Figure 3 summarizes the analyses performed on one of the LMD samples (LMD-0) and the wrought sample. The 
surface microstructure has already been studied in detail [35]. However, the most interesting features of this 
microstructure is described in the following paragraph. As shown in Figure 3 a), LMD sample top surface 
microstructure is heterogeneous with the alternation of small equiaxed grains and large columnar grains. The 
mean grain size calculated from this EBSD map is 24 ± 14 µm. A weak texture is also noticed which means that 
the grains are not oriented according to a specific direction. It is worth noting that the same heterogeneous top 
microstructure and mean grain size were observed in the three other LMD samples. Because of the significant 
cooling rate peculiar to the LMD process, a typical cellular/dendritic sub-microstructure is noticed in Figure 3 
[36]. This rapid cooling rate is responsible for the presence of Laves phases observed in the interdendritic region 
as well. The heavier alloying elements (i.e. mainly Nb, Mo, and Ti) are segregated in the interdendritic region 
during the solidification which is the main reason why Laves phases are found in the wall cells [37]. No 
strengthening phases (γ’ and γ”) were observed by SEM. Although SEM is not the best characterization method 
to capture those small precipitates, none of them were expected to be found in the LMD samples because of the 
combination of the sluggish precipitation kinetics of those phases and the high cooling rate [36], [38]. As shown 
in Figure 3 c), the wrought sample has a more homogeneous microstructure than the LMD sample with an even 
lower texture than the LMD samples. With a mean grain size of 6 ± 5 µm, the wrought IN718 has a finer 
microstructure than IN718 processed by LMD as well. In Figure 3 d), the classical δ acicular precipitates in 
wrought IN718 were observed by SEM in the grain boundaries. Some carbides were observed as well. However, 
no strengthening phases were noticed by SEM. The wrought hardness is on average lower than LMD despite its 
finer microstructure and the most likely precipitation of strengthening phases. In the bulk of the samples, the 
mean hardness of the wrought sample is 265 ± 12 HV, whereas for the LMD samples, their hardness is 336 ± 11 
HV. This difference, in favor of the LMD samples, can be explained by the considerable amount of dislocations 
inside the as-built LMD samples compared to the fully recrystallized conventionally manufactured samples [39], 
[40]. Such difference of hardness was already reported by Nguejio et al. with the IN625 [41]. 
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Figure 3 : EBSD (IPF Z) map and SEM picture of the top surface of a,b) LMD (Strategy 0°) and c,d) wrought sample. 

2.3. Wear tests 

Reciprocating sliding wear tests were undertaken with a homemade bench depicted in Figure 4.  It is composed 
of a stationary arm upon which weights are stacked to get the desired normal load. This arm carries the tangential 
force sensor and the pin holder. The counter-body material and its geometry have been chosen to ensure the 
wear of the coating while having flat-on-flat contact. Therefore, the flat face of the 100Cr6 pin has been taken as 
a counter-body. Its hardness is about 840 HV and its chemical composition is given in Table 1. The pin is 15 mm 
long and, as illustrated in Figure 4, it has a radius of 3 mm with a fillet of 0.5 mm.  The pin is located at the 
extremity of the arm, straight underneath the stacked weights. Underneath it, an oscillating plate receives the 
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sample which is fastened with two screws. The plate is equipped with an adaptive piece (the green piece in Figure 
4) which allows the positioning of the samples in three different directions: 0, 45, and 90° as shown in Figure 1 
a). Before testing, the pin is subjected to an in situ grinding in order to ensure the good match of the two surfaces 
in contact. This step consists of interposing a P400 SiC grinding paper between the pin and the sample while the 
plate is oscillating at 1 Hz for 2 minutes. The final topography of the pin is shown in Figure 4. The roughness of 
the pin before testing is about Sa = 0.4 µm. All tests were performed three times for each different tribological 
conditions. 

 

Figure 4 : Schematic of the reciprocating sling bench test with a zoom on the pin geometry 

The tangential force is acquired as a function of the position for each cycle with an acquisition frequency of 600 
Hz. The COF is calculated for each cycle by averaging the tangential force (𝐹 ) obtained without counting the 
turnaround points. Also, the total dissipated energy (𝐸 ) of a wear test of 𝑁 cycles is calculated by using the 
following classic Equation (1): 

𝐸 = 𝐸 , = 𝐹 (𝛿)𝑑𝛿

∗

∗

(1) 

With δ* the stroke length and δ the position. 

The whole used tribological parameters are summarized in Table 4. The tests were carried out at room 
temperature (around 20°C) and with a relative humidity of about 30%. It can be noted from Table 4, that the 
stroke length and the frequency are 10 mm and 3 Hz respectively. They are the only parameters that never 
change in all the tests.  
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Table 4: Constant and variable tribological parameters used for each study 

Studies Constant parameters Variable parameters 
Impact of scanning 

strategy, sliding 
direction and 

normal load on 
wear 

Frequency (Hz) 3 Normal load (N) 2, 20 
Stroke length (mm) 10 Sliding direction 0°, 45°, 90° 

Number of cycles 5 000 Scanning strategies 0°, 45°, 67°, 90° 

Impact of the 
number of cycles 

on wear 

Normal load (N) 20 
Scanning strategies 0°, 67° 

Frequency (Hz) 3 
Stroke length (mm) 10 

Number of cycles 
5 000, 20 000, 

40 000, 50 000, 
100 000  Sliding direction 0° 

Comparison 
between the wear 

resistance of 
wrought and LMD 

samples 

Frequency (Hz) 3 Normal load 2, 20 
Stroke length (mm) 10 Scanning strategies 0°, 45°, 67°, 90° 

Number of cycles 5 000 Sliding direction 0°, 45°, 90° 

 

 

2.4. Wear quantification and analysis 

To evaluate qualitatively and quantitatively the wear of our samples and the counter body several 
characterization techniques were employed. The wear volume on the LMD samples was measured by using an 
interferometer GT-K1 from Bruker [42]. The whole wear track was scanned with a green light in order to have 
the most accurate wear volume as possible. Figure 5 defines the wear volume. It corresponds to the volume of 
material removed from the coating’s surface by taking as surface reference the milled surface. Therefore, the 
adhered wear debris are not considered in the measurement of the wear volume. The debris present at the 
interface during the test and removed by the samples cleaning before interferometric measurement are 
considered in the wear volume (Figure 5 b). We have actually no way to quantify the amount of wear debris that 
were present at the interface, before being ejected from the contact, and they could have acted either as a solid 
lubricant (and allow for smaller rates of material lost) or as an abrasive (and increase the rate of material lost). 

 

Figure 5: a) Cross-section of the wear scar during the wear test ; b) Drawing defining the wear volume after the wear test 
(after cleaning) 

The wear tracks, the pin surface and the wear debris were observed by SEM and with an VHX6000 optical 
microscope from Keyence. Finally, SEM observation were completed with Energy Dispersive X-ray spectroscopy 
(EDX) with the use of a detector from Oxford [31]. Cross-section analysis of the wear track were performed as 
well by SEM. Kernel Average Misorientation (KAM) maps were performed underneath the wear track to evaluate 
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the depth of strained area induced by the wear tests as well as observe the stacking of the defects. In order to 
avoid the work-hardening caused by the mechanical polishing, a cross-section ion-polishing in PECS II Gatan has 
been performed at 8 keV for 8 h. The EBSD acquisition parameters are the same as the ones used to perform the 
metallographic observation of the contact surface. The calculation of KAM maps was done by taking in count the 
first neighbors. 

We calculated the wear rate (𝑘, in mm3/Nm) of the wear tests by using the Equation (2) (Archard’s law) as follow: 

𝑉 = 𝑘 ∗ 𝐹 ∗ 𝐿 (2) 

With 𝑉 the wear volume (mm3), 𝐹  the normal load (N), and 𝐿 the total length traveled by the pin (mm).  

3. Results & Discussion 

The results are organized in three parts. In all those parts, the goal is to identify how the process and tribological 
parameters impact the wear behavior of the tested samples and to point out the key phenomena. First, the 
impacts of the scanning strategy and the sliding direction are studied for several values of normal load. Then, the 
evolution of wear with the number of cycles is investigated. Finally, the wear resistance of the LMD samples is 
compared to the one of a conventionally manufactured IN718.  

3.1. Impacts of the scanning strategy and sliding distance on wear 

The evolution of the coefficient of friction (COF) is displayed in Figure 6 a). At 20 N, no matter which strategy was 
employed to deposit, the COF remains steady at around 0.65. The COF at 2 N is slightly higher with a mean value 
of 0.69. This highest value of the mean COF is primarily due to the appearance, after a certain number of cycles, 
of a steady state of the evolution of the COF. Figure 6 b) highlights the more significant standard deviations and 
the highest mean value of the COF for the tests performed at 2 N which proves the unsteadiness of the COF with 
such a normal load. The volume loss induced by the reciprocating wear tests of the LMD coatings in several 
conditions is shown in Figure 6 c). When a normal load of 20 N is applied, no significant differences in wear 
volume are observed between the four different strategies. It emphasized also that the sliding direction does not 
impact the wear behavior of the deposited part. At 2 N, despite some discrepancies in the mean wear volume, 
those differences go along with large error bars. Also, by the means of both Y axis, no proportional relationship 
was found between the wear volumes obtained at 2 and 20 N. So, it can be stated that the scanning strategy and 
the sliding direction do not affect the wear even at a low normal load. The same conclusion can be drawn by 
examining the wear rates associated with different tribological conditions in Table 5. For example, when 
subjected to a load of 20 N, the wear rates consistently remain at approximately 6.5*10-4 mm3/Nm, irrespective 
of the chosen scanning strategy or sliding orientation. By reasoning in terms of “wear coefficient”, i.e. multiplying 
the wear rates by the hardness of the softer body, we obtain a wear coefficient of around 2.9*10-3. Archard et 
al. supports the notion that such a wear coefficient is typical of a metal/metal dry contact which is close to our 
pairing [43]. Other articles have investigated the wear rate of alloys when they are shaped using additive 
manufacturing processes. Riza et al. studied 316L steel and H13 tool steel, and observed wear rates of 
approximately 10-5 mm3/Nm [44]. Anandakrishnan et al. studied the wear of IN718 shaped by Direct Metal Laser 
Sintering and subsequently heat-treated [45]. They found wear rates that were also close to 10-5 mm3/Nm. The 
fact that the wear rates we obtained are one order of magnitude higher can be explained by the contact 
geometry. Using a polished pin with a diameter of 3 mm strongly promotes adhesive phenomena, leading to a 
more significant wear volume [46]. Although the fact that the scanning strategy does not affect the wear 
behavior, which is contradictory to Onuike et al. [47], logical explanations of this result were found in this 
investigation. 
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Figure 6: a), b) and c) give information on the evolution of the COF, the mean COF and the wear volume of the coating 
respectively for different loads, sliding directions and scanning strategies. The crosshatched and filled bars indicate results 

for the tests performed with 2 N and 20 N normal load respectively. Each color represents a specific sliding direction. 

 

Figure 3 a) showed a highly heterogeneous microstructure at the mesoscale which leads to local hardness 
variation which would lead us to believe that the strategy could impact wear [35]. However, in our case, as the 
contact chosen is a large surface contact (around 3.14 mm²), it embraces a large number of grains. Therefore, 
during the wear tests, the pin does is not sensitive to the local heterogeneities at a lower scale. Instead, the 
mechanical properties of the deposited part are averaged by the large area covered by the pin. It means that the 
inherent anisotropy of the mechanical properties of the AM part might be ignored as long as the contact area is 
larger than the local microstructural heterogeneities. Several articles dedicated on the 316L manufactured by 
Laser Powder Bed Fusion (LPBF) highlighted the anisotropic wear properties of their parts [15], [17], [18]. 
However, in those cases, the contact size was much smaller and so, the wear tests were more prone to be 
affected by microstructural features at a smaller scale. In our case, the microstructure of the IN718 deposited by 
LMD does not vary (except for the orientation of the periodic pattern of small and large grains). This explains 
why neither the scanning strategy nor the sliding direction impacts the wear behavior of our coatings. 
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Table 5 : Result of wear rates for different scanning strategy and sliding direction 

Wear rates (*10-4 mm3/Nm) 
Normal load 2 N 20 N 

Sliding 
direction 

0° 45° 90° 0°  45° 90° 

Strategy 0° 4.85 ± 2.09 5.26 ± 1.11 2.54 ± 0.56 6.52 ± 0.43 6.38 ± 0.29 6.28 ± 0.16 
Strategy 45° 3.58 ± 1.82 4.58 ± 0.14 4.89 ± 1.69 6.45 ± 0.15 6.67 ± 0.11 6.59 ± 0.23 
Strategy 67° 4.18 ± 1.91 4.47 ± 1.10 5.38 ± 1.58 6.80 ± 0.11 6.51 ± 0.35 6.48 ± 0.17 
Strategy 90° 3.57 ± 0.87 4.07 ± 2.09 5.69 ± 1.63 6.55 ± 0.16 7.06 ± 0.55 6.48 ± 0.32 

 

 

 

Figure 7: Correlation between the wear volume, the evolution of the COF, and the wear mechanisms for wear tests 
performed at 2 N. The naming system in the key area can be read as follow: LMD-Strategy-Sliding direction. 

It can be noticed in Figure 6 a) that, for the tests performed at 2 N, a steady state appears. However, this 
stabilization of the COF seems to not appear after a fixed number of cycles. To sort the tests according to when 
the COF stabilizes, the starting cycle of the steady state was calculated for each test. To dissociate an unsteady 
state from a steady state in the COF evolution, a systematic method was employed. First, the average COF of the 
100 last cycles is calculated. Then, starting from the last cycle, this value is compared with the COF of every cycle. 
Since the difference does not exceed 5% (this percentage has been chosen empirically as it gives the most 
accurate results after analyzing carefully different tests), the trend of the COF is still considered as steady. 
Otherwise, it means the COF switches to an unsteady state.  

Figure 7 shows the evolution of the wear volume as a function of the starting cycle of the steady state. From this 
graph, it can be stated that the latter the steady state appears, the larger the wear volume. Moreover, this 
evolution of wear has a linear trend. Given how scattered the results obtained by the tests performed on the 
sample with the same strategy or the same sliding direction are, it can be concluded that this phenomenon is 
not dependent on those parameters. To better understand why the tests possessing a steady state have a lower 
wear volume, two cases were isolated as depicted in Figure 7. The first case is a test leading to a high wear 
volume whereas the second case is illustrated by a test having more than half as much wear volume as the first 
case. The first case never reached the steady state and the main wear mechanisms observed are abrasion and 
adhesion. For the second case, a steady state appears around the 2500th cycle. After 5000 cycles, the main wear 
mechanisms noticed are abrasion and oxidation of wear debris. The oxides are highlighted in Figure 8. The oxides 
are cracked with cracks perpendicular to the sliding direction. Those cracks can be explained by the brittleness 
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of the oxides which do not withstand the traction stresses imposed by the sliding contact. From those results, a 
clear correlation between the steady state of the COF and the presence of highly oxidized debris can be drawn. 
As given in Table 6, the EDS measurement performed inside the oxide (1) highlights a large amount of oxygen 
combined with iron, chromium, and nickel, whereas outside the oxide (2), the classical composition of the IN718 
appears.  

Figure 7 allows to state that the latter the steady state appears (i.e. the oxidized transfer layer), the more the 
LMD sample is worn. From those results, it can be concluded that when oxides remain in the contact, the latter 
act as a protective layer which prevent the wear of the coating.  

 

Figure 8: Optical images of worn surfaces of the LMD samples at a) 2 N (with a steady state of the COF); b) 10 N; c) 20 N; d) 
40 N; e) 50 N 
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Several wear tests with different loading conditions were performed. Figure 8 gathers the optical pictures taken 
inside the wear track. As seen previously, at 2 N, abrasion is the main wear mechanisms (Figure 8 a)) and oxidized 
wear debris are present as transfer layer. At 10 N, the oxidized transfer layer disappears to make way for abrasion 
and adhesion. As exposed in Figure 8 b), narrow and shallow grooves are observed inside the worn area with 
adhered debris. At 20 N, the same observations are noted. Starting from 40 N, it can be noticed in Figure 8 d) 
and e) that the wear is mainly due to abrasion with much less adhesion. Thick and deep grooves inside the wear 
tracks are observed with some big debris which are cold-welded.  

 

Table 6 : EDS measurements performed inside the wear track shown in Figure 8 a) 

Element O Ni Fe Cr C Nb Mo Ti Mn Al Si 

1 
Wt% 29.22 31.2 15.08 12.51 5.44 3.24 2.16 0.61 0.26 0.24 0.06 

σ 0.07 0.08 0.05 0.04 0.09 0.04 0.05 0.02 0.03 0.01 0.01 

2 
Wt% 3.46 48.39 16.61 18.13 3.6 5.16 3.06 0.88 0.26 0.35 0.1 

σ 0.04 0.09 0.06 0.05 0.09 0.05 0.06 0.02 0.03 0.01 0.01 
 

Table 7 : EDS measurements performed on the surface of the pin shown in Figure 9 b) 

Element O Ni Fe Cr C Nb Mo Ti Mn Al Si 

3 
Wt% 0.6 2.1 92.4 1.7 2.6 0 0.1 0 0.4 0 0.2 

σ 0.1 0.4 0.5 0.1 0.1 0.1 0 0.1 0.1 0 0 

4 
Wt% 5.4 50.2 16.8 16.5 2.5 4.6 2.8 0.7 0 0.4 0.1 

σ 0.1 0.4 0.2 0.2 0.2 0.1 2.8 0.7 0.1 0 0 
 

Figure 9 shows the contact surface of the pin after the wear tests. As expected, when a 2 N load is applied, oxides 
are found on the pin’s surface as well. It can be also noted that, under those conditions, not the entirety of the 
pin’s surface was in contact with the coating. Indeed, an unworn area is observed at the rim of the pin. This 
phenomenon is not noticed anymore when the applied load exceeds 10 N. 10 N, adhered debris were found at 
the surface of the pin but without covering the whole surface. EDS analysis, given in Table 7, highlights the 
presence of nickel and some alloying elements of the IN718 at the surface of the pin which proves that adhesion 
happens. However, the point (3) demonstrates that not the whole surface of the pin is covered by debris at 10 
N. Large bands parallel to the sliding direction left the 100Cr6 uncovered. Then, as the applied load increases, 
the fewer those uncovered areas are. As observed in Figure 9 d) and e), from 40 N, the pin’s surface is completely 
covered by IN718 debris leading to a complete transferred IN718/IN718 contact. The mass difference of the pin 
was monitored as well. From those measurements, the main information to retain is that, starting from 20 N, 
the pin gains the same mass (a gain of 0.2 mg) which means that even at 50 N, the mass gain is the same. It can 
be assumed that after reaching a certain thickness, the transferred layer can no longer mechanically sustain the 
stresses imposed by the sliding contact. Thus, since this critical thickness is attained, the latter will remain 
constant no matter the load applied or the number of cycles of the test. In Figure 10, Scanning Electron 
Microscopy (SEM) pictures feature the differences in wear mechanisms but also in terms of debris size and 
geometry. Indeed, the debris obtained after a wear test with a normal load of 20 N are small plate-like debris 
whereas the debris collected after a wear test with a load of 50 N are large with an elongated shape. The plate-
like geometry has been already reported by Thirugnanasambantham et al. [48] which is the result of the 
deformation and the compression of the surface. The size of the debris is probably larger as the load increases 
because it results in deeper plowing and on a long distance of sliding.  

Interestingly, as shown in Figure 11, the wear follows an increasing linear trend as a function of the dissipated 
energy linked to the normal load. Also, the small error bars are the witnesses of the high repeatability of the 
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wear tests (a minimum of 3 tests were performed for each tribological conditions). It can be noticed that, at this 
scale, the variation of the wear volume observed at 2 N in Figure 7 seems to be derisory.  

Thanks to those results, the observed tribological phenomena can be schematically synthesized. The evolution 
of the wear mechanisms according to the applied normal load was summarized in Figure 12. At low load (i.e. 2 
N), the wear is mainly driven by abrasion and oxidized transfer layer is present. Because of the low normal load 
inducing low shear stress, the latter is not large enough to pull out the oxide patches. Thus, a highly oxidized 
debris remains inside the contact and creates a protective transfer layer which will wear instead of the coating. 
As observed in Figure 7, those patches act as a protective layer. Thus, the sooner this protective layer appears, 
the lower the wear volume. Then, from 10 to 20 N, the main wear mechanisms are abrasion and adhesion. The 
coating is worn by the small IN718 work-hardened abrasive debris which are trapped inside the contact. Those 
debris come from the delamination of IN718 fragments. Some of the debris are cold-welded either in the wear 
track or on the pin’s surface. At this load, the latter is almost entirely covered by IN718 debris. Finally, from 40 
to 50 N, although adhesion remains one of the main wear mechanisms, it seems to fade into the background 
compared to the abrasion. From those tests, bigger wear debris from the coating are created. These large and 
hard debris are responsible for the plowing of the samples’ surface resulting in large and deep grooves with some 
large debris welded sporadically at the surface of the worn-out area. 
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Figure 9: Optical images of the contact surface of the 100Cr6 pin after wear tests performed at a) 2 N; b) 10 N; c) 20 N; d) 40 
N; e) 50 N 
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Figure 10: SEM pictures (secondary electrons detector) of the worn area and the debris induced by the wear tests performed 
with an applied load of a) and b) 20 N; c) and d) 50 N 

 

Figure 11: Mean wear volume as a function of the mean dissipated energy 
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Figure 12: Evolution of the wear mechanisms depending on the normal load applied 

 

3.2. Wear evolution with the number of cycles 

Since wear was previously studied for a constant number of 5000 cycles, the evolution of wear over time is now 
examined. It has been observed lately, that, after performing a reciprocating sliding wear test of 5000 cycles, the 
top surface microstructure induced by the different scanning strategies does not impact the wear volume. 
However, these tests do not ensure to remove enough volume to encounter, at least, one layer/layer interface. 
It has been shown in the literature that during a tensile test, the maximal strain happens at the interface between 
layers [49]. Thus, as the interface between layers seems to have specific mechanical properties, longer 
tribological tests were performed to see if the interface plays a role in the wear behavior of the LMD samples. 
Moreover, those tests will ensure to wear below the region where the microstructure was strained by the milling 
process (estimated at 100 µm underneath the surface).  

The evolutions of the COF of 2 wear tests for different numbers of cycles are shown in Figure 13. Until 20 000 
cycles, a stable evolution of the COF is observed with a mean value of 0.69. Then, from 20 000 cycles, the 
evolution of the COF starts to become less steady with a slight drop of the COF around 0.6. Interestingly, as 
displayed in Figure 14 a), after several cycles (in the range between 40 000 and 50 000 cycles), the wear volume 
stops increasing and remains the same. As shown in Table 8, the wear rates decrease with time. The wear rate 
starts with an initial value of 7*10-4mm3/Nm for the first 20 000 cycles. Then, it starts to decrease until 50 000. 
After 50 000, the wear rate becomes non-significant (i.e. close to 0). This phenomenon is shown in Figure 14 a), 
where the wear volume reaches a plateau above 50 000. On the other hand, as displayed in Figure 14 b), the 
mass loss of the pin never stops to increase. Those first results testify that, after a certain amount of time, the 
counter-body stops wearing the coating and starts to wear itself on the coating surface. Also, even after long 
wear tests, no differences in terms of wear were observed between the two LMD samples with different scanning 
strategies. As shown in Figure 15 a), after 20 000 cycles, the pin had barely encountered the layer/layer interface. 
However, after 50 000 cycles (Figure 15 b)), the pin passed through several of them. As the wear volume keeps 
increasing until 50 000 cycles despite encountering the interface, it can be stated that the latter does not impact 
the wear behavior. Moreover, given that after 100 000 cycles, the pin surely encounters at least one time the 
interface between two layers (i.e. the wear depth is higher than the layer thickness) and because the wear 
volume is approximately the same for both strategies, it can be stated that in addition of the interface, the 
scanning strategy does not impact wear behavior as well.  
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To better understand the trend of the evolution of the wear volume as a function of the number of cycles, the 
surface of the worn-out area of the LMD samples and the pins were investigated and displayed in Figure 16 and 
Figure 17 respectively. After 20 000 cycles, the wear mechanisms are the same as those reported previously, i.e. 
abrasion and adhesion. It can be observed in Figure 16 a) that no oxides were detected at the surface. Inside the 
wear track, smeared oxidized IN718 wear debris, and grooves are seen. By looking at the surface of the counter-
body in Figure 17 a), as for 5 000 cycles wear tests, oxidized adhered-debris of IN718 were found. However, the 
percentage of the surface occupied by the wear debris appears to be less substantial than the counter-bodies 
used for the wear tests of 5 000 cycles (Figure 6 c)). This assessment is in agreement with the evolution of the 
mass difference in Figure 14 b). Indeed, the mass difference of the pin after 20 000 is still positive; however, it is 
lower than after 5 000. 

Starting from 50 000 cycles, wear mechanisms change. An oxidized transfer layer appears at the surface of both 
bodies in contact. From the top, the distribution of the oxides in the wear track is not homogeneous (Figure 16 
b)). From a transverse point of view (Figure 16 c)), it can be noticed that the thick oxides do not cover entirely 
the surface of the wear track. Also, the plastic deformation induced by the contact is less discernible than after 
20 000 cycles where deformed cells could be noticed. The presence of oxygen on the pin comes from two 
phenomena: classically from the adhesion of oxidized debris but also the oxidation of the pin. As shown in Figure 
17 b), the left part is rich in iron and oxygen with a depletion of nickel whereas, on the right part, the EDS mapping 
highlights an area rich in oxygen and nickel which corresponds to oxidized IN718 debris. At this stage, according 
to Figure 14 a), the coating stops wearing and the counter-body is worn instead. Despite the presence of adhered 
debris on the pin, at this number of cycles, the pin has undergone a high loss of mass. It might mean that the 
adhered debris found at its surface is not meant to remain. Finally, after 100 000 cycles, highly oxidized wear 
tracks are seen. In Figure 16 c), the backscattered electron picture acquired with the SEM highlights the well-
spread oxide layer inside the wear track. Also, the cross-section of the track shows that the oxide layer is thinner 
than after 50 000 cycles. Concerning the pin, the adhered debris become rarer and the pin’s surface is mainly 
covered by iron oxides.  

From those observations, it can be stated that the protective oxidized layer has a critical role in the wear 
properties of those coatings. First, as the COF tends to slightly decrease when oxidation occurs, it can be assumed 
that this layer acts as a solid lubricant. Also, we observed previously in Figure 8, that this oxidized layer is cracked, 
which shows its brittle behavior. Thus, it can be assumed that this protective oxidized layer on the plane has a 
high hardness which protects the coating but wears the pin (as shown in Figure 14 b and c). Eventually, the 
unsteady evolution of the COF after 20 00 cycles may be associated with repeated formations and eliminations 
of this protective layer. From those analyses, the whole picture of the evolution of wear with time is summarized 
in Figure 18. Before 20 000 cycles, only the coatings are worn-out by the pin. At this stage, the wear volume is 
almost proportional to the number of cycles. The main wear mechanisms are abrasion and adhesion. Then, as 
the number of cycles extends to 50 000 cycles, the wear rate decreases. Thick oxides appear irregularly inside 
the wear track. Those protect the surface of the samples and wear the pin instead. However, wear of the coatings 
still happens because of the incomplete coverage of the oxide at the surface of the worn-out area of the coatings. 
It is only above 50 000 cycles that wear of the LMD samples reaches a steady state because of the full coverage 
of the oxide protective layer. The appearance of oxide is still not fully understood. It might be explained by the 
increase of oxygen content inside the contact over time that might facilitate the oxide formation. 
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Figure 13:  Evolution of the COF as a function of the number of cycles 

 

Figure 14: a) Mean wear volume of the coating; b) Mass difference of the pin as a function of the number of cycles (Test 
performed with: Fn = 20 N; f = 3 Hz; t = 5000 cycles) 

 

Table 8 : Result of wear rates according to the number of cycles 

Wear rates (*10-4 mm3/Nm) 

Number of 
cycles 

0 to 5000 5000 to 20 000 20 000 to 50 000 50 000 to 
100000 

0 to 100 000 

Strat 0° 6.52 ± 0.43 7.61 ± 0.28 4.26 ± 1.89 Non-significant 1.79 ± 0.01 
Strat 67° 6.59 ± 0.29 7.42 ± 0.32 3.70  ± 0.26 Non-significant 0.64 ± 0.05 
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Figure 16: Optical images, SEM images of the top surface, SEM images of cross-section and its related EDS oxygen map of 
the surface of the LMD samples after they underwent wear test of a) 20 00; b) 50 000; c) 100 000 cycles respectively 

Figure 15 : Wear tracks depth after a) 20 000 and b) 50 000 wear tests performed on the top surface of a coating 
manufactured with the strategy 0°. The black dashed lines highlight the beads. 
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Figure 17: Optical images, SEM images and its related EDS oxygen, iron, and nickel maps of the pin obtained after a) 20 000; 
b) 50 000; c) 100 000 cycles respectively 

 

Figure 18: Evolution of the wear mechanisms with the number of cycles 



24 
 

3.3. Comparison of the wear behaviors of IN718 deposited by LMD and a conventionally 
manufactured IN718 

The capability of a coating deposited by LMD to have at the very least the same wear resistance as the original 
piece is one of the criteria that defines a good wear-resistant coating. The wear resistance of the coated part by 
LMD is compared with a conventionally manufactured IN718. Interestingly, as exposed in Figure 19 a), the trend 
of the COF looks the same for both processes no matter the normal load used. It can be noted that, at 20 N, the 
COF is slightly lower when tests are performed on the wrought samples. However, a higher wear resistance of 
the wrought IN718 compared to the LMD samples is observed in Figure 19 b) and in Table 9. On average, LMD 
samples have a wear volume 14% larger than the wrought samples. As highlighted in Figure 20, because of the 
milling process, hardness variation is similar between both types of samples until 100 µm below the surface 
although the hardness of the samples built by LMD is slightly higher. As a consequence, hardness cannot explain 
the higher wear resistance of the wrought IN718. To identify the discrepancies in terms of wear mechanism at 
20 N between both types of samples, the wear tracks were observed from different angles as displayed in Figure 
21. From the top view, the wear tracks reveal different wear mechanisms depending on the processes used to 
process this alloy. The worn surface of the tests performed on the wrought alloy shows signs of strong plastic 
deformation (Figure 21 b)) with much less abrasion than for tests carried out on the LMD samples. From a 
transversal point of view, several layers are noticed. For the LMD sample (Figure 21 c) and e)), the first layer is 
composed of adhered IN718 debris. The presence of cracks below this layer testifies its easy delamination from 
the worn surface. Underneath, a highly plastically deformed region lies. The cellular sub-microstructure is no 
longer perceived and broken Laves phases are found. Then, further deep, the microstructure gets back to its 
classical cellular structure. For the conventional IN718, the transversal view reveals a thinner layer of adhered 
debris on the sliding surface. Some δ phases are found inside the adhered debris. The slip bands found inside the 
recrystallized grains is the proof of the plastic deformation induced by the dry wear test at the subsurface. 

 

 

Figure 19 : a) Comparison of the evolution of the COF between the two processes for normal loads of 2 and 20 N; b) 
Wear volume comparison between wrought IN718 and the four different LMD samples  

 

Table 9 : Wear rates according to the manufacturing process 

Manufacturing process Wear rates (*10-4 mm3/Nm) 
LMD 6.56 ± 0.25 

Wrought 5.76 ± 0.02 
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Figure 20: Hardness profile underneath the top milled surface (blue dotted lines shows the maximum depth reached 
after having performed a 20 N wear test for 5 000 cycles) 



26 
 

 

Figure 21 : SEM images of the wear tracks seen from different points of view (in the following order: top, side and 
zoomed side) of a,c,e) LMD and b,d,f) wrought samples (Test performed with: Fn = 20 N; f = 3 Hz; t = 5000 cycles) 

Given the small hardness difference between both samples at the maximum wear depth shown in Figure 20, the 
wear volume discrepancies cannot be only justified through this material property. Such results might be 
explained through other aspects. One of them is the high amount of dislocations. The latter is caused by the 
deformation induced by the constrained thermal expansion and shrinkage of the material due to the LMD 
process. This leads to an initial amount of dislocations higher in the LMD as-built samples than in the wrought 
samples (subjected to successive heat treatments) [39]. As highlighted in Figure 22, in the unstrained regions far 
below the worn surface, the number of local defects with a misorientation around 1° is much greater in the LMD 
than the wrought. Those defects are directly linked to the high amount of dislocations trapped in the cell walls 
of the LMD sub-microstructure [40]. They might cause a hasty work-hardening of the LMD samples during the 
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wear test. The build-up of dislocations until a certain distance underneath the worn surface may bring about 
voids that would extend in cracks parallel to the surface. Once the crack reached the surface, delamination occurs 
[17]. In Figure 22 a), a deep strained region (~45 µm) is noticed which testifies that the piling up of defects near 
the sliding surface. Interestingly, no cracks were initiated from the porosity near the surface (~40 µm underneath 
the surface). However, the defects accumulated around it prove a deeper local deformation near this defect. 
Underneath the worn surface of the wrought sample, a thinner depth of defect accumulation is observed (~15 
µm). This difference might be explained by the low amount of dislocations in its recrystallized microstructure 
compared to the LMD samples. Due to the initial difference in the amount of dislocations, the work-hardening 
rate is much higher for the LMD samples which promotes the early peeling off of the debris compared to the 
wrought samples. Moreover, the brittle Laves phases found in the LMD samples might have a detrimental effect 
on the wear resistance of the coatings. It has been proved by Sui et al. that, during fatigue and tensile tests, those 
phases promote the initiation of cracks [50][51]. δ phases found in the wrought microstructure, contrary to the 
Laves phases, are more prone to deform before dissolving and transforming into spherical phases [52].  

 

 

Figure 22: Kernel Average Misorientation (KAM) maps of the transversal views of the worn surface a) LMD and b) 
wrought samples which were subjected to a wear test with a 20 N normal load. Note: both maps have different 

scales. 

As summarized in Figure 23, the lower wear resistance of the LMD samples is due to its brittle behavior caused 
by its high initial amount of dislocations, which brings forward its work hardening. Its brittleness could be also 
due to the Laves phases which promote cracks. Thus, its brittle behavior stimulates the generation of a high 
amount of debris which will accelerate wear by abrading the surface. At the early stage of the wear test, the 
wrought sample might behave similarly than LMD samples because of its highly strained microstructure caused 
by the milling. However, once the work-hardened layer is removed, its quasi-defect-free microstructure gives 
rise to more plastic deformation and thus limits the formation of potential abrasive debris.  
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Figure 23 : Schematic describing the different wear mechanisms between the IN718 processed by LMD and wrought 

 

4. Conclusion 

This study sought to evaluate the wear resistance of IN718 coatings performed by LMD with different scanning 
strategies. In this aim, they were subjected to flat-on-flat reciprocating sliding wear tests. The wear behavior of 
the coated parts under several tribological conditions was studied, and a comparative investigation (in terms of 
wear volume, wear mechanisms and COF) with wrought IN718 was carried out. The following conclusions can be 
drawn: 

- In the case of flat-on-flat contact, the scanning strategy used to deposit the coatings does not have a significant 
impact on the wear, despite the heterogeneous mechanical properties of the top surface 

- The main wear mechanisms are abrasion and adhesion except for the 2 N load tests where a protective oxidized 
transfer layer remains in the contact. As the normal load increases, the abrasion becomes more evident than the 
adhesion. However, despite this slight change in wear mechanisms, the wear volume increases linearly with the 
applied load.  

- As the number of cycles increases, the LMD samples wear in the same way no matter which strategies were 
employed. From 50 000 cycles, a protective layer composed of oxides prevents the coatings’ wear to the 
detriment of the counter-body.  

- LMD samples wear 14% more than the wrought samples even though the conventionally manufactured samples 
have a lower hardness. This result can certainly be explained by the more brittle behavior of the coated part 
caused by its high initial amount of defects and the existence of Laves phases which would promote cracking and 
consequently the formation of a significant quantity of abrasive debris. 

Data Availability 
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