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Near-infrared (NIR) laser annealing is successfully used to crystallize TiO2

thin films from a sol–gel solution deposited on gold nanoparticle arrays
(AuNPs). The AuNPs are used as nano-heaters allowing a local temperature
increase up to 500 °C in the film. The temperature reached under the laser is
deduced from the presence of the anatase phase in the samples obtained by
laser exposure, showing that crystallized TiO2 can be obtained by the
photothermal effect. Different analytical techniques supported this study,
such as grazing X-ray diffraction (GIXRD), UV–vis, and Raman spectroscopy.
The temperature increase is confirmed by a numerical model that emphasizes
the role of NPs coupling in the photothermal effect. Direct laser patterning by
NIR laser and in combination with Deep-UV photolithography (DUV) are
demonstrated. This fabrication method opens new perspectives in
applications such as photonics, photocatalysis, or biosensing.
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1. Introduction

The development of semiconducting thin
films represents a large and important
area of research, due to their interest-
ing optical and electrical properties.[1]

Metal oxide (MO) films are indeed used
in a wide range of applications, includ-
ing photodetectors,[2,3] gas sensors,[4,5]

biosensors,[6] or photocatalysis.[7–9] Dif-
ferent routes are possible to prepare MO
materials, such as physical vapor deposi-
tion or atomic layer deposition, but these
techniques require complex equipment,
are relatively expensive, and have some
limitations in terms of chemical com-
position and usable substrates. A pos-
sible alternative to these techniques is
the use of solutions containing metal

precursors and sol–gel chemistry.[10] This route has been widely
studied for several decades, due to its ease of use, low cost,
and high versatility. Mesoporous metal oxide films,[11] organic–
inorganic hybrid materials[12] or matrices doped with magnetic
nanoparticles (NPs),[13] can be obtained by this route. However,
a thermal post-annealing step is usually required to obtain suit-
able properties. This step is time and energy-consuming and
therefore, limits the use of substrates with low heat resistance
(e.g., polymers, textiles, etc.). On the other hand, laser-based pro-
cesses have been developed to overcome this barrier, and local ir-
radiation can be performed to obtain semiconducting thin films.
In particular, Stehlin et al. proposed a room temperature pro-
cess involving deep-ultraviolet (DUV)[14] (193 nm), to condense
a wide range of sol–gel materials.[15,16] Direct writing laser pat-
terning of photoluminescent ZnO can also be achieved by DUV
exposure.[17] Recently, near-infrared condensation of indium zinc
oxide (IZO) has also been performed to design an H2S sensor.[5]

Near-infrared (NIR) condensation with an NIR dye added to the
solution was found to be effective in converting the xerogel into a
metal oxide thin film. Alessandri et al. previously reported the
formation of crystallized TiO2 using a micrometer-sized laser
spot from a Raman spectroscopy system.[18] However, they did
not propose optical characterizations or experiments to show the
crucial impact of the laser regime on the material. Yu et al. also
showed that femtosecond laser irradiation can reach tempera-
tures high enough to induce crystallization of TiO2.[19] Very re-
cently, Wu et al. proposed an interesting and promising route
to pattern inorganic quantum dots, exploiting the thermal in-
stability of surface ligands.[20] Rapid Thermal Annealing (RTA)
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can be used to cure larger-scale samples with good efficiency,
especially when substrate absorption participates in thin film
heating.[21,22] In recent works, Intense Pulsed Light (IPL) anneal-
ing has also been proposed. In this process, the combination
of multiple wavelength high-power irradiations, including DUV
and NIR annealing presented above, was used to prepare Indium
Gallium Zinc Oxide (IGZO) thin films with improved electronic
properties for example.[23]

Processes based on absorption of metal NPs have also been
proposed to trigger the condensation of a semiconductor thin
film.[24–26] Usually the heating is provoked by the relaxation af-
ter resonant excitation of metal NPs. In this case, since the plas-
mon resonance is involved, this photothermal effect is called
thermoplasmonic effect. It has been the subject of intense fun-
damental and applied research in recent years, with significant
advances in the fields of biology,[27–30] chemistry,[31] catalysis,[32]

and physics.[33,34] However, this effect has rarely been used in the
field of materials science. Some recent examples using Al NPs
can find applications in electronics and sensing.[35,36] The main
aim of this work is to demonstrate that photothermal effects by
AuNPs provide a very interesting means to prepare nanocompos-
ites coupling metal NPs with a semiconductor material. One of
the interests of metal NPs versus NIR dye relies on the stability
upon irradiation of metal NPs when NIR dyes rapidly bleach. In
fact, besides the interest of NPs in triggering the thermal process-
ing of MO thin films, the coupling of metallic nano-objects with
semiconductor materials has attracted much interest, especially
in the case of TiO2 and gold NPs. Indeed, due to its chemical and
physical properties, as well as its high abundance on earth, tita-
nium dioxide represents an important material for photocatalytic
applications.[37] Nevertheless, UV light activation is required to
excite this semiconductor, and therefore, in order to extend the
activation spectral range, TiO2 can be coupled with gold NPs.[38]

In this study, thin films of TiO2 crystallized on gold NPs were
obtained by NIR laser annealing. The material obtained by laser
annealing was compared with ordinary thermal annealing. We
prove here that even non-resonant NIR irradiation conditions can
be used to reach temperatures high enough to obtain the crys-
tallization of TiO2. Numerical calculations performed on TiO2
thin films on gold NPs confirmed the possibility of reaching
the required temperatures for anatase formation. The paper also
demonstrated the direct laser writing (DLW) of anatase TiO2 in
less than one second, as well as the possibility of using visible
light instead of NIR for laser processing. In addition, the combi-
nation of nanoscale DUV photolithography and NIR curing was
demonstrated in this paper.

2. Results and Discussion

Figure 1a illustrates the process used in this work to obtain the
thin film of TiO2 on Au nanoparticles by photothermal approach.
The first step consists of the preparation of a very dense mono-
layer of AuNPs. The SEM image of the resulting AuNPs can be
seen in Figure 1d. The method chosen here to prepare the NPs is
a physical method based on the thermal dewetting of a thin gold
film.[39,40] The obtained AuNPs have a mean diameter of 16.5 nm,
which was determined by counting them from the SEM image.
The corresponding histogram is depicted in Figure 1e. The goal
is to generate a high density of NPs without aggregation, which

is not easily achieved from colloidal solutions. This method also
allows for some tuning of the extinction spectra of the NPs, while
maintaining an appropriate polydispersity. Figure 1b shows the
extinction spectrum of NPs produced by this method. The ex-
tinction maximum of the NPs on the glass substrate, in the air,
is located ≈530 nm. The deposition of the titanium methacrylic
acid (Ti-MAA) film causes, as expected, a redshift of the spec-
trum, with a maximum ≈580 nm.

The effect of NIR exposure (808 nm) on the Ti-MAA film over-
lying AuNPs was then studied. A NIR exposure of 65 nm thick
Ti-MAA film on AuNPs induces a significant redshift (Figure 1b).
According to Mie’s theory, this redshift can be attributed to an in-
crease in the effective refractive index around the NPs.[41,42] As we
will show later, this refractive index change can be explained by
condensation reactions inside the xerogel film by photothermal
effects. However, it should be noted that despite this redshift, the
conditions for exciting the plasmon resonance of the AuNPs are
not reached.

Figure 1c shows a typical sample after NIR curing. This sam-
ple was obtained after washing the unexposed portion by immer-
sion in ethanol. The blue spots correspond to the exposed areas
and the color change is therefore in agreement with the redshift
described above. Furthermore, this experiment shows the local
cross-linking of Ti-MAA precursors by laser irradiation, which is
also consistent with the laser-induced temperature rise and con-
densation. A complete study comparing laser and thermal an-
nealing will be detailed later.

Prior to studying the laser-annealed material, TiO2 thin films
obtained by thermal annealing on AuNPs were characterized by
multiple techniques to provide reference samples and define the
temperature needed to induce significant changes in the Ti-MAA
thin film (Figure 2). As illustrated in Figure 2a, thermal anneal-
ing causes densification of the xerogel film. The physical prop-
erties of the thin films were first studied by spectroscopic ellip-
sometry. The film thickness decreased gradually with annealing
temperature and 80% shrinkage was observed after fast thermal
annealing at 500 °C, as shown in Figure 2b. At the same time,
the decrease in thickness corresponds to a densification of the
film, which is also illustrated by a significant increase in the re-
fractive index from 1.60 to 2.30.[43] The increase in the refractive
index of the medium around the NPs causes a redshift in the
LSPR of AuNPs (Figure 2c). This graph shows a linear depen-
dence between the LSPR shift of the composite and the annealing
temperature. As explained earlier, the refractive index increases
with increasing temperature due to the densification of the film.
Specifically, the relationship between refractive index and anneal-
ing temperature followed a linear trend (Figure 2b), and thus ex-
plained the behavior observed in Figure 2c. These results are im-
portant and will be used later, to compare a laser and thermal
annealing.

GIXRD was used to further investigate the structure of the
cured film and, specifically, its crystallinity state at a given anneal-
ing temperature. No crystallization was observed at 300 °C. Crys-
tallized TiO2 was observed for an annealing temperature of at
least 400 °C (Figure 2d). Indeed, the main diffraction plane (101)
appeared at 2𝜃 = 25.2°, as well as two others at 38.0° and 48.2°,
which are characteristic of anatase.[43,44] At the nanoscale, Figures
S1 (Supporting Information) shows the SEM image of the AuNPs
covered with TiO2 after fast thermal annealing of 65 nm Ti-MAA
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Figure 1. a) Schematic of the process to obtain crystalline TiO2 on gold NPs by photothermal effect. b) Evolution of visible spectra with NIR energy at
1630 W cm−2 for gold NPs covered with 65 nm of Ti-MAA. c) Photograph of the sample obtained after a NIR exposure of 157 kJ cm−2 with an irradiance
of (c1) 860, (c2) 1120, (c3) 1370, and (c4) 1630 W cm−2. d) SEM image of gold NPs obtained after thermal dewetting of a gold thin film at 400 °C and
e) the corresponding counts of gold NPs regarding their diameters.

at 500 °C. The AuNPs are no longer visible, demonstrating a com-
plete coverage of the NPs by the TiO2 layer. A nanoporous struc-
ture of the TiO2 layer is observed, which could be interesting for
photocatalytic applications.[45,46] XPS measurements were also
performed on a spin-coated xerogel thin film (Figure S2a–c, Sup-
porting Information) and on a TiO2 thin film after fast thermal
annealing at 500 °C (Figure S2d, Supporting Information). By
comparing the O1s component of the spin-coated xerogel (Figure
S2c, Supporting Information) and TiO2 (Figure S2d, Supporting
Information) thin films, we observe the removal of organic lig-
ands which proves the mineralization (only residual organics are
found due to surface contamination). Additionally, EDX analy-
sis (Figure S3, Supporting Information) was performed on TiO2
laser-annealed film to prove the presence of such a material.

Raman spectra (Figure 2e) confirmed a crystalline phase for
the samples annealed at 400 and 500 °C. Characteristic peaks of
anatase TiO2 are observed at 153 and 647 cm−1, which are at-
tributed to the Eg mode, and at 406 and 523 cm−1, for the B1g
mode.[44,47,48] Another peak is also observed at 690–700 cm−1 at
400 and 500 °C, which is not conventional for pure crystallized

TiO2. We assume this peak could be relative to nanocrystallites
for some grain size,[49] crystallite size effects,[50] or due to the em-
bedded AuNPs in TiO2.[51]

Since the structure of the final material may depend on the
heating kinetics, this effect was also studied by Raman spec-
troscopy. A noticeable change in the Raman spectra was ob-
served as a function of the heating ramp. Indeed, as shown
in Figure 2f, the sample prepared by fast thermal annealing at
500 °C (Figure 2f-I) showed all the peaks characteristic of anatase
TiO2, while for the slow one (Figure 2f-II), only two main peaks
at 153 and 690 cm−1 are distinguished. Although no significant
change was observed by GIXRD analysis, an intrinsic nanoscale
modification must have occurred. Discrepancies regarding the
structure of thin films have already been highlighted for thermal
annealing at different heating rates. Indeed, densification and
crystallization are in competition depending on the heating rate.
Thermal annealing at slow rates favors the formation of crystal-
lites and porous crystals while very fast heating rates inhibit the
number of crystal nuclei and promote densification.[52,53] In all
cases, the presence of TiO2 anatase can be confirmed by the main
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Figure 2. a) Schematic of gold NPs covered with TiO2 thin films and thermal annealing approach. b) Thickness and refractive index of Ti-MAA thin films
obtained by spectroscopic ellipsometry for different annealing temperatures. c) Evolution of the LSPR shift (in reference to NPs on the glass substrate
in the air) with the annealing temperature of gold NPs covered initially with 65 nm Ti-MAA. d) GIXRD diffractograms of the TiO2 thin films after fast
thermal annealing at 300, 400, and 500°C (1 h). e) Raman spectra of gold NPs covered initially with 65 nm Ti-MAA, and thermally annealed at different
temperatures. f) Comparison between the fast thermal annealing of 65 nm Ti-MAA on gold NPs at 500 °C (f-I) and the slow one, with a heating ramp of
10°C min−1 (f-II).

peak at 153 cm−1 and can therefore be used as a reference in the
following.

In this section, the effect of NIR exposure (Figure 3a) of Ti-
MAA on the AuNPs is studied and compared with thermal an-
nealing. The Ti-MAA thin film deposited on the AuNPs is here
used as a probe to study the photothermal effect generated by
AuNPs upon NIR irradiation. Four different laser irradiations
were used, and the condensation step was first evaluated by track-
ing the changes in LSPR induced by NIR irradiation. The result-
ing data are shown in Figure 3b. For each irradiation, a redshift of
the LSPR band is observed, denoting the condensation reaction
induced by the photothermal effect. The redshift increases with
the dose for given irradiation, consistent with the photoinduced
nature of the phenomenon.

For a given energy, the reaction yield is significantly favored
for higher irradiances, showing that the photothermal effect is fa-
vored by high irradiance. Indeed, at a given energy, higher irradi-

ances significantly favor the reaction yield, as they allow reaching
higher temperatures, enhancing therefore the yield of the chem-
ical reaction. As an example, for a dose of 157 kJ cm−2, the differ-
ence in LSPR position is 50 nm between the two extreme condi-
tions.

To compare the effect of laser irradiation with thermal anneal-
ing, the LSPR shift curve is plotted on the same graph (Figure 3b-
red points) for temperatures ranging from 100 to 500 °C. It is re-
markable that a larger shift of the LSPR curve can be obtained by
laser irradiation at 1630 W cm−2, which demonstrates the interest
of laser treatment.

Raman spectroscopy analysis was used to confirm the effect of
NIR irradiation. Figure 3c compares the Raman spectra of sam-
ples exposed to the same dose (157 kJ cm−2) but at different irra-
diances. For comparison, a thermally annealed sample (500 °C,
1 h) is also shown. The sample prepared with the highest ir-
radiance (1630 W cm−2) shows a profile similar to the sample

Adv. Mater. Technol. 2024, 9, 2300407 2300407 (4 of 11) © 2023 The Authors. Advanced Materials Technologies published by Wiley-VCH GmbH
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Figure 3. a) Schematic of gold NPs covered with TiO2 after exposure of 65 nm Ti-MAA to an 808 nm continuous laser, b) evolution of the LSPR shift
with the NIR energy for different irradiances and compared to fast thermal annealing and c) the resulting Raman spectra of the samples obtained at
157 kJ cm−2 for laser cured films and at 500 °C for the fast thermal annealed one (red color).

prepared at 500 °C. In particular, the characteristic anatase peak
at 153 cm−1 is present and confirms the crystalline state, which
clearly demonstrates that the crystalline phase of TiO2 can be
obtained at room temperature by laser treatment. Interestingly,
the peak at 690–700 cm−1 is also present in both laser and ther-
mal annealing conditions, confirming the similar structures in
both conditions. In comparison with the evolution of the spectra
shown in Figure 2c, we can conclude that the LSPR shift is indeed
induced by the condensation reactions.

Partial crystallinity is also observed for the sample cured at
1370 W cm−2, while for lower irradiations only amorphous
phases are found. This observation is in full agreement with
Figure 3b, in which the LSPR shifts at 157 kJ cm−2 for 860 and
1120 W cm−2, are lower than those of a sample heat-annealed at
300 °C.

These results are also in agreement with GIXRD analysis
(Figure 2d), which shows crystallized films at 400 °C and above.
On the other hand, for the two highest laser irradiations, their
equivalent temperatures are above 400 °C, and therefore the
presence of anatase TiO2 is reasonable. Moreover, the Raman
spectrum for a laser irradiance of 1630 W cm−2 is very similar
to a slow thermal annealing at 500 °C with a heating ramp of
10°C min−1 (Figure 2f-II).

It is interesting to compare the total irradiation time required
to induce material modification with the characteristic time of
thermal diffusion (𝜏). 𝜏 can be determined using the simple 2D

thermal diffusion equation (𝜏 = Lˆ2/D). L is the characteristic
length of the system. We chose here the full width at half max-
imum (FWHM) of the laser beam (L = H = 0.15 cm). D is the
thermal diffusivity of the media. Here, D can be considered as the
average of the diffusivities of the two-surrounding media: TiO2
(3 × 10−6 m2s−1) and glass (0.5 × 10−7 m2s−1). In our case, the
characteristic time of thermal diffusion is 𝜏 = 1.5 s. From this
value, we can conclude that the thermal diffusion process is fast
compared to the irradiation time. The evolution of the material
during the NIR irradiation presented in Figure 3a can be thus
understood as the result of the kinetics of the chemical reaction
and not only the time needed to reach stationary temperature.

To confirm the experimentally obtained temperature, numeri-
cal calculations associated with temperature estimation were per-
formed on the laser annealing system using a model described
in these references.[53,54]

When multiple NPs are illuminated at the same time, the tem-
perature increase of an NP ΔT is the sum of the temperature gen-
erated by the NP itself ΔTs and the temperature generated by the
surrounding NPs ΔText.

ΔT = ΔTs + ΔText (1)

Depending on the illumination mode chosen and the size
of the system, two cases are possible: either the temperature
increase remains confined around each NP corresponding to
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Figure 4. For a wavelength of 808 nm: a) Absorption cross-section for a gold NP with 0 to 8 surrounding gold NPs arranged in a line for different
refractive indices (for n = 1.65 and n = 2.20). b) Calculated temperature during illumination for nine gold NPs depending on the refractive index over
the NPs.

ΔTs>>ΔText, or the temperature increase is governed by the col-
lective heating of the NPs corresponding toΔTs<<ΔText. The pre-
ponderance of one of these two regimes in temperature genera-
tion is represented by the parameter 𝜁 .[55] In our case (i.e., the
case of a 2D system illuminated by a Gaussian beam), 𝜁 is de-
fined by:

𝜁 = ΔTs

ΔText
=

p2

3RH
(2)

where p is the interparticle distance (28.8 nm), R (16.5 ± 3.5 nm)
is the radius of the NP, and H is the full width at half maximum of
the Gaussian beam. R and p were extracted from the SEM images
of the samples processed by the Fiji software.

Here, we obtain 𝜁 = 1.5 × 10−5 << 1. The temperature of the
system is thus governed by the collective heating effect of the NPs
inducing a relatively homogeneous and smooth temperature in
the laser spot as shown in Figure 1c.

Since the temperature increase of the sample during laser il-
lumination is governed by the collective temperature increase, it
can be estimated by the following equation in the case of Gaus-
sian illumination of an infinite array[55]:

ΔText ≈
𝜎absP
𝜅

√
ln 2
4𝜋

1
HA

(
1 −

4
√

ln (2) A
𝜋H

)
(3)

where 𝜎abs is the absorption cross-section, P is the incident il-
lumination power, 𝜅 = (𝜅s+𝜅m)/2 is the mean of the thermal
conductivity of the substrate (𝜅s (glass) = 1.38 W m−1 K−1 or 𝜅s
(quartz) = 1.40 W m−1 K−1) and the surrounding medium 𝜅m,
H the FWHM of the Gaussian beam and A is the unit cell area of
the NP lattice.

The absorption cross-section 𝜎abs was calculated using the
Matlab MNPBEM (Multiple NanoParticles Boundary Elements
Method)[56] toolkit. Numerical simulations were performed with
nanodisks on the glass substrate (n = 1.5) in a surrounding
medium (i.e., TiO2 matrix). The disk modeled here has a rounded
edge at the top and a sharp edge at the bottom in contact with the
substrate. The thickness of the disk was evaluated by AFM. An
average value of 16 nm was found and used here. The absorption
spectra were calculated in retarded mode.

Based on the sample shape (Figure 1d), we extracted from NPs
counted the mean diameter of NPs d = 16.5 ± 3.5 nm and their
mean interparticle distance of 28.8 nm. With consideration of
the size of NPs compared to the interparticle distance, numer-
ical simulations were performed taking into account the impact
of the coupling effect between NPs.

Numerical simulations of the cross-section absorption of
structures from a single gold nanodisk to 9 nanodisks arranged in
a line were carried out in a surrounding medium with an index
of 1.65 (amorphous Ti-MAA) and an index of 2.20 (crystallized
TiO2). Here the NPs size was set to its mean value (i.e., 16.5 nm).
Absorption spectra were calculated from single AuNP to 9 AuNPs
using an incident polarization X (i.e., along the NPs line). For
each calculated spectrum, the cross-section absorption at 808 nm
(i.e., corresponding to the wavelength of the laser) was extracted
and displayed as a function of the number of NPs in Figure 4a for
amorphous Ti-MAA (n = 1.65) and crystallized TiO2 (n = 2.2).

First, we observed a significant increase in the absorption
cross-section with the number of NPs added in the calculation,
showing a coupling effect. This coupling effect between NPs is
stronger when increasing the refractive index. The absorption
cross-sections as a function of the number of NPs reach a plateau
for 6 NPs for n = 1.65 and for 8 NPs for n = 2.2. These data show
the importance of considering the coupling effect of NPs in our
samples.

Moreover, since the absorption cross-section increases with
the refractive index of the surrounding medium, the absorption
cross-section and hence the photothermal effect will increase
throughout the reaction. This effect is very interesting in our case
because it corresponds to a self-catalyzing effect in the condensa-
tion reaction.

The temperature was evaluated in the case of the laser illumi-
nation shown in Figure 3 (H= 0.15 cm). We assume that the ther-
mal conductivity of Ti-MAA is changing with temperature from
0.70 to 1.15 W m−1 K−1, corresponding to the material before and
after thermal annealing at 500 °C, respectively.[57] The calculated
temperatures for the maximum power used and for 9 coupled
NPs are displayed in Figure 4b. Here again, the temperature of
the sample increases with the refractive index (i.e., the absorp-
tion cross-section being linear with the temperature increase –
Equation 3). Consequently, taking the case of 9 NPs, which is the
closest to the reality of our samples, the temperature reached at

Adv. Mater. Technol. 2024, 9, 2300407 2300407 (6 of 11) © 2023 The Authors. Advanced Materials Technologies published by Wiley-VCH GmbH
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Figure 5. a) Schematic of direct laser writing process of crystalline TiO2 on gold NPs by NIR and b) a picture showing lines obtained with a writing
speed of 2 mm s−1 at 11 kW cm−2 (b1) and of 2 mm s−1 (b2), 1.5 mm s−1 (b3) and 0.75 mm s−1 (b4) at 13 kW cm−2. c) Raman spectra of gold NPs,
lines (b3) and (b4), and TiO2 obtained by fast thermal annealing at 500 °C are plotted.

the beginning of the reaction is ≈160 °C (n = 1.65) and at the end
of the condensation ≈550 °C (n = 2.2). These results are in agree-
ment with the experimentally evaluated temperature, which can
go beyond 500 °C, as shown by the analysis of spectroscopic data.

We have demonstrated curing over a relatively large area (cm2)
using static irradiation with a spatially extended laser source. The
efficiency of the photothermal effect paves the way for patterning
by direct laser writing (DLW). Figure 5a illustrates this strategy to
prepare arbitrary patterns of crystallized TiO2 on AuNPs. For this
purpose, the laser was focused on the sample to limit the irradi-
ated area, and a translation stage was used to move the sample
under the NIR laser beam with control of the writing speed. In
this configuration, the laser beam diameter size was 600 μm. Dif-
ferent irradiances and writing speeds were studied (Figure 5b).

The Raman spectra of the lines produced under these condi-
tions are shown in Figure 5c. According to the Raman spectra,
lines (b1), (b2), and (b3) do not show any crystalline structure, un-
like line (4) which exhibits all the characteristic peaks of anatase.
Additionally, the Raman spectrum of this line has a very simi-
lar profile to that of the fast thermal annealed sample (Figure 2f-
II). The difference between this direct laser writing and the static
NIR exposure is mainly due to the laser power. Indeed, for the
line (b4), considering a width of 0.6 mm and a writing speed of
0.75 mm s−1, each point is exposed for 0.8 s for a total energy of
10.4 kJ cm−2. As discussed previously for static irradiation, laser
irradiance has a critical impact on LSPR shifts (Figure 3b), and
for a given energy delivered, higher equivalent temperatures are
achieved with higher irradiances.

One of the drawbacks of the photothermal approach is the
observed lateral heat diffusion which makes it difficult to con-

sider high-resolution patterning with such a method. To over-
come this limitation, we demonstrate that we can successfully
combine the NIR treatment with DUV photolithography to de-
fine patterns with better resolution. The process is described
in Figure 6a. First, a mask was employed to obtain the logo by
DUV irradiation, as shown in previous work.[15] Under DUV ex-
posure, the modified titanium clusters undergo a photolysis of
their methacrylate ligands which leads to the formation of larger
clusters due to condensation reactions. Non-irradiated material
is removed by development in cyclohexanone. However, the thin
films obtained after DUV exposure are amorphous, and for this
reason, NIR annealing is required to crystallize the material, such
as previously demonstrated in this paper. After the development
step, NIR annealing was only performed on “IS2M” letters to
show the color change. The photos of the samples obtained at
each step are shown in Figure 6b. The DUV step was done be-
tween Figure 6(b4),(b5), and NIR annealing on letters was be-
tween Figure 6(b5),(b6). A clear color change was observed on
“IS2M” letters after NIR annealing. The turquoise blue indicates
a much more pronounced degree of densification than for the
circles just above.

In addition, Ti-MAA nanopatterns can also be obtained on
AuNPs by DUV lithography and NIR annealing, such as shown
in Figure 7a. The principle is the same as the one depicted in
Figure 6, but nanostructures were obtained by DUV interference
lithography instead of the millimeter-scale logo. The sample ob-
tained after DUV exposure is shown in Figure 7b, where light is
diffracted onto the patterned patches. The resulting AFM image
can be seen in Figure 7c. Next, these patterns were exposed to
NIR (15 s at 200 W cm−2) to induce condensation reactions. The

Adv. Mater. Technol. 2024, 9, 2300407 2300407 (7 of 11) © 2023 The Authors. Advanced Materials Technologies published by Wiley-VCH GmbH
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Figure 6. a) Schematic of nanostructures obtained by DUV photolithography and their curing by NIR. b) Sample with 3 spots of Ti-MAA nano-patterns
obtained by DUV lithography on gold NPs and c) the corresponding AFM image for a DUV exposure of 50 mJ cm−2. d) The difference in the profile of
the Ti-MAA nano-patterns before and after a NIR exposure of 15 s at 200 W cm−2.

difference in profile is shown in Figure 7d. The initial height of
the patterns after DUV lithography was between 30 and 40 nm,
while after 15 s of NIR exposure at 200 W cm−2, the height
dropped to 10 or 15 nm, which represents an overall shrinkage of
65%. In the end, we show through these examples that the pho-
tothermal curing by AuNPs can be applied to cure a few cm2 of
continuous thin films or patterned films.

3. Conclusion

In this study, the photothermal effect induced by NIR laser ex-
posure on AuNPs is shown to be a very effective alternative to
thermal annealing for crystallization of inorganic Ti-MAA xero-
gels. AuNPs have been successfully used as nano-heaters to den-
sify and crystallize xerogel thin films by NIR (808 nm) exposure.
For NIR irradiation, the formation of anatase TiO2 was shown by
LSPR peak shift and Raman spectroscopy. A comparison between
thermally annealed and laser annealed samples was performed,
highlighting the critical influence of laser irradiation on the final
structure. Furthermore, samples exposed to very high irradiances
show the same Raman spectra as those of rapidly thermally an-
nealed samples, whereas at lower irradiances the process is more
likely to be similar to slow thermal annealing. The published nu-
merical model recovers the order of magnitude of the tempera-
tures generated by the photothermal effect and highlights that the
effect is increasingly effective during the process, due to the in-
crease in the refractive index. The coupling between the NPs due
to the high refractive index material between NPs is an impor-
tant parameter that allows the treatment to be so efficient, even
though plasmon resonance conditions were used. The possibility

of direct laser writing was also demonstrated, as well as the possi-
bility of combining DUV lithography and NIR curing, to generate
well-defined TiO2 patterns by laser processing at room tempera-
ture. Such a NPs/TiO2 nanocomposite could exhibit interesting
properties for SERS[58] or photocatalysis.[59]

4. Experimental Section
Materials and Chemicals: Titanium (IV) tetraisopropoxide (97%) and

methacrylic acid (99%) were purchased from Merck and n-propanol from
Alfa Aesar, and used as received. Silicon wafers were purchased from
Siegert, glass (22 × 22 mm2), and fused silica (15 ×15 mm2) substrates
from Carl Roth and Neyco, respectively.

Preparation of Gold NPs (AuNPs): AuNPs were obtained by thermal
dewetting at 400 °C (hot plate from Harry Gestigkeit) for 1 h of a 3 nm gold
film (sputtered by a CRESSINGTON 108 auto), using the same method
previously published.[60] All substrates were preliminary cleaned by son-
ication in ethanol and acetone and placed in a UV-ozone chamber for
20 min.

Synthesis of Photosensitive Titanium Oxo-Clusters (TOC): First, a solu-
tion was prepared by mixing 0.85 g of titanium tetraisopropoxide with 2 mL
of methacrylic acid (MAA) and was stirred for 5 min. Then, 2 mL of n-
propanol was added to the solution and a last addition of 1 mL of deion-
ized water (DI) was performed after 10 min of stirring. This formulation
was prepared to respect molar ratios of 1:8:20 for Ti:MAA:DI. The result-
ing formulation was stirred for an extra hour and an aging step of 24 h
was applied before use. As shown in previous studies, this formulation
leads to the synthesis of nano-oxo-clusters fully covered by MAA ligands.
The substitution of isopropoxide groups (─OCH2(CH3)2) by methacrylic
acid is necessary to prevent the precipitation of precursors. It also pro-
vides photosensitivity in the DUV domain used in the second part of this
paper. Indeed, the presence of C═C bonds in MAA ligands improves light

Adv. Mater. Technol. 2024, 9, 2300407 2300407 (8 of 11) © 2023 The Authors. Advanced Materials Technologies published by Wiley-VCH GmbH
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Figure 7. a) Schematic of IS2M logo obtained by DUV photolithography and direct laser writing process of crystalline TiO2 on gold NPs by NIR. b)
represents the different steps required to design the IS2M logo: fused silica (b1) is covered by a gold film (b2) and then by gold NPs obtained by thermal
dewetting (b3). 65 nm of Ti-MAA was deposited onto these NPs (b4) and was irradiated by DUV through a mask (b5). The final step was the NIR
exposure of the IS2M part in order to form anatase (b6).

absorption at the ArF excimer laser wavelength (193 nm), as demonstrated
by Stehlin et al.[15] More details are given in the section “post-treatment
of Ti-MAA films”.

Protocol to Prepare Titanium-Oxide Films: In order to obtain a given
film thickness, a specific volume of n-propanol was added after the 24 h
aging step. In this paper, films of 65 nm were obtained for a dilution rate
of 3.75, after spin-coating at 3000 rpm for 60 s, and are referred to as
Ti-MAA. During the spin-coating deposition, solvent and un-complexed
methacrylic acid were evaporated, leading therefore to a dense film of ti-
tanium oxo-clusters.

Post-Treatment of Ti-MAA Films: The Ti-MAA deposited films were
cured following three different routes: thermal, NIR, and DUV annealing.

Thermal curing annealing was performed with an oven from Harry Ges-
tigkeit (with a maximum temperature of 600 °C). Two different types of
thermal annealing were used. The first one requires preheating the oven to
the desired temperature and waiting 20 min for stabilization before placing
the sample into it. This process was assigned to “fast thermal annealing”
and was performed at 100, 200, 300, 400, and 500 °C. The second one,
assigned to “slow thermal annealing”, consists of placing the sample in
the oven at room temperature (20 °C) and heating the sample to 500 °C
with a heating rate of 10°C min−1.

NIR curing involved a coherent-compact SE Series continuous near-
infrared (808 nm) with a nominal power of 50 W. Note that this wavelength
did not match the wavelength of plasmon resonance of the AuNPs covered

by TiMAA, but this high-power laser source allows reaching the needed
level of absorbed energy needed for the crystallization of TiO2 as shown
later. After NIR exposure, the samples were rinsed with ethanol in order to
remove the unexposed area. The entire process is depicted in Figure 1a.

DUV curing was done with an excimer ArF (193 nm, Excistar from Co-
herent). DUV could be used to cure 1 cm2 area or to generate nanopat-
terns. In this last case, a phase mask (from Ibsen photonics) with a central
pitch of 1000 nm was used. The resulting patterns had a period of half the
mask’s pitch (i.e., a 500 nm period). The process was described in detail by
Hawryluk et al.[61] Finally, to remove the unexposed parts, cyclohexanone
was used as a developer.

Characterization: Thicknesses and optical coefficients of titanium-
oxide based films were determined on silicon wafers by spectroscopic el-
lipsometry, using a UVISEL ellipsometer from Horiba–Jobin–Yvon. A sim-
ple Tauc–Lorentz model was used to fit the experimental data. UV–vis–NIR
spectroscopy measurements were performed by using a white light source
avalight-hal-S-mini (3 mm spot size) and an Avaspec spectrometer from
Avantes. Raman spectra were obtained with a Raman BX40 visible Labram
300 from Hoshiba, at 633 nm. Grazing incidence X-ray diffraction (GIXRD)
patterns of the thin films were measured on a SmartLab diffractometer
(Rigaku Corp., Tokyo, Japan) with copper K𝛼 radiation (𝜆 = 1.5406 Å), op-
erated at 50 mA and 40 kV. The angle of incidence (w) was set between
0.2° and 0.8°. A Molecular Imaging Pico Plus AFM from Agilent was em-
ployed to scan sample topography (uncoated Si ACT-50 cantilever from

Adv. Mater. Technol. 2024, 9, 2300407 2300407 (9 of 11) © 2023 The Authors. Advanced Materials Technologies published by Wiley-VCH GmbH
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AppNano with a spring constant between 13 and 77 N m−1). SEM images
were recorded with a JSM-7900F from JEOL. X-ray photoelectron spec-
troscopy (XPS) measurements were performed on an XPS SES-2002 (VG
SCIENTA), and the data were treated by CASAXPS.

Supporting Information
Supporting Information is available from the Wiley Online Library or from
the author.
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