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Toward conforma,onal iden,fica,on of molecules in 2D and 3D self-assemblies on surfaces

The design of supramolecular networks based on organic molecules deposited on surfaces, is highly a\racSve for various applicaSons. One of the remaining challenges is the expansion of monolayers to well-ordered mulSlayers in order to enhance the funcSonality and complexity of self-assemblies. In this study, we present an assessment of molecular conformaSon from 2D to 3D supramolecular networks adsorbed onto a HOPG surface under ambient condiSons uSlizing a combinaSon of scanning probe microscopies and AFM-IR. We have observed that the IR spectra of the designed molecules vary from layer to layer due to the modificaSons in the dihedral angle between the C=O group and the neighboring phenyl ring, especially in the case of a 3D supramolecular network consisSng of mulSple layers of molecules.

IntroducSon

On-surface self-assembly involves the bo\om-up construcSon of nanostructures based on molecular building blocks adsorbed on a surface. This approach has seen successful development over the three past decades [START_REF] Elemans | Molecular and supramolecular networks on surfaces: From two-dimensional crystal engineering to reacSvity[END_REF][START_REF] Makoudi | Supramolecular self-assembly on the B-Si(111)-Ö3´Ö3)R30° surface: from single molecules to mulScomponent networks[END_REF][START_REF] Bartels | Tailoring molecular layers at metal surfaces[END_REF][START_REF] Barth | Engineering atomic and molecular nanostructures at surfaces[END_REF] . However, one of the significant remaining challenges in this research field is the transiSon from 2D to 3D nanostructures [START_REF] Koepf | 1D and 3D surface-assisted self-organizaSon[END_REF][START_REF] Xie | A paradigm shib from n2D to 3D: Surface supramolecular assemblies and their electronic properSes explored by scanning tunneling microscopy and spectroscopy[END_REF] . Such a shib holds the potenSal to enable numerous organic-based devices in electronics, optoelectronics, or spintronics. Despite notable progress, the mastery of 3D self-organizaSon remains incomplete. Achieving this criScal goal requires two primary challenges: i) controlling molecule-molecule interacSon out-of-the-plane of the underlying surface and ii) developing accurate analyScal tools capable of non-invasively probing through the thickness of materials at the nanoscale. The invesSgaSon of molecule-molecule interacSons beyond the surface plane is being explored through the use of 3D molecular blocks [START_REF] Bléger | Janus-like 3D tectons, Self-assembled 2D arrays of funcSonal units at a defined distance from the substrate[END_REF][START_REF] Kitagawa | Ideal redox behavior of the high-density self-assembled monolayer of a molecular tripod on an Au(111) surface with a terminal ferrocene group[END_REF][START_REF] Blunt | Guest-induced growth of a surface-based supramolecular bilayer[END_REF] or controlled growth of mulSlayers composed of planar molecules [START_REF] Ivasenko | Supramolecular assembly of heterocirculenes in 2D and 3D[END_REF][START_REF] Wang | Layer-by-layer epitaxy of porphyrin-ligand Fe(II)-Fe(III) nanoarchitectures for advanced metal-organic framework growth[END_REF][START_REF] Fang | Stereospecific epitaxial growth of bilayered porous molecular networks[END_REF] . Yet, these 3D structures oben retain surfacelike characterisScs, extending only to a limited depth, generally bi-or a three-layer thickness. The restricSon in 3D extension primarily stems from an incomplete understanding of growth mechanisms transiSoning from 2D to 3D, parScularly under ambient condiSons. Regarding analyScal tool development, several prominent surface characterizaSon techniques [START_REF] Gross | Recent advances in submolecular resoluSon with scanning probe microscopy[END_REF] such as Scanning Tunneling Microscopy (STM) or Atomic Force Microscopy (AFM), offer new insights into on-surface self-assembly. Both are nondestrucSve analyScal instruments. Nevertheless, these methods possess limited chemical sensiSvity and are largely constrained to invesSgaSng within the surface plane. These experimental constraints hinder their development and broad adopSon across various communiSes, thereby reducing the overall impact of on-surface 3D self-assembly. PolarizaSon modulaSon-infrared reflecSon-adsorpSon spectroscopy (PM-IRRAS) stands out as a valuable tool for characterizing thin films or monolayers adsorbed onto metal surfaces due to its high surface sensiSvity [START_REF] Ramin | PM-IRRAS invesSgaSon of self-assembled monolayers grabed onto SiO2/Au substrates[END_REF] . Nonetheless, while PM-IRRAS provides insight into the conformaSonal organizaSon of molecules in a monolayer, it lacks the high spaSal resoluSon of scanning probe microscopies. In response, infrared (IR) and Raman nanospectroscopy, coupled with AFM, have undergone significant enhancement in the past decade [START_REF] Kurouski | Infrared and Raman chemical imaging and spectroscopy at the nanoscale[END_REF][START_REF] Centrone | Infrared imaging and spectroscopy beyond the diffracSon limit[END_REF] . Tip-Enhanced Raman Spectroscopy (TERS) [START_REF] Yin | Nanometre-scale spectroscopic visualizaSon of catalySc sites during a hydrogenaSon reacSon on a Pd/Au bimetallic catalyst[END_REF] combines AFM and visible light for nanoscale Raman spectroscopy, but it relies on the Sp properSes and is challenging to implement. AFM-IR, in contrast, aims to combine AFM's high spaSal resoluSon with IR spectroscopy's chemical idenSficaSon capabiliSes [START_REF] Dazzi | Technology and applicaSons in nanoscale infrared spectroscopy and chemical imaging[END_REF][START_REF] Mathurin | Photothermal AFM-IR spectroscopy and imaging: Status, challenges and trends[END_REF][START_REF] Grossmann | On-surface photopolymerizaSon of two-dimensional polymers ordered on the mesoscale[END_REF] . AddiSonally, AFM-IR can probe layers in depth, making it a promising tool for studying 3D self-assemblies on surfaces. However, it's worth noSng that in the literature, there are only a few reports of AFM-IR studies conducted on few-layered samples, specifically those with a thickness of a few nanometers [START_REF] Lu | Tip-enhanced infrared nanospectroscopy via molecular expansion force detecSon[END_REF][START_REF] Ruggeri | Single molecule secondary structure determinaSon of proteins through infrared absorpSon nanospectroscopy[END_REF][START_REF] Chae | Nanophotonic atomic force microscope transducers enable chemical composiSon and thermal conducSvity measurements at the nanoscale[END_REF] . InvesSgaSng monolayers remains a significant challenge but possible here due to the specificaSons of our AFM setup. Nevertheless, AFM-IR's lateral resoluSon currently hinders the determinaSon of supramolecular assembly pa\erns if their periodicity is smaller than 25 nm [START_REF] Lu | Tip-enhanced infrared nanospectroscopy via molecular expansion force detecSon[END_REF] . To address this, we have developed an effecSve approach combining STM under ultra-high vacuum, AFM, and AFM-IR under ambient condiSons. This approach enables the exploraSon of supramolecular self-assembly resulSng from the deposiSon of precisely designed molecules on a Highly Ordered PyrolySc Graphite (HOPG) surface. Our aim is to definiSvely address the quesSon: "How can we determine the conformaSon of molecules within a 2D monolayer or a 3D mulSlayered supramolecular network adsorbed onto a surface?" This approach not only idenSfies the adsorpSon model of molecules on the HOPG surface and the enSre 2D supramolecular organizaSon within the surface plane but also delves into the 3D organizaSon of mulSlayered supramolecular assemblies by deeply invesSgaSng the IR fingerprint of the molecules. This method holds a general applicability and has the potenSal to significantly enhance our understanding of molecular conformaSon during self-assembly on surfaces.

Results

AFM on a monolayer

The selecSon of Highly Oriented PyrolySc Graphite (HOPG) as a model for an air-stable crystalline conducSve surface for creaSng extended 2D supramolecular networks has already been demonstrated [START_REF] Tahara | Two-dimensional porous molecular networks of dehydrobenzo[12]annulene derivaSves via alkyl chain interdigitaSon[END_REF] . Our molecular design incorporates two crucial components:(i) a carbonyl funcSonal group serving as an IR tag and (ii) C18 alkyl chains to facilitate the formaSon of 2D or 3D extended supramolecular network on a HOPG surface guided by the subtle balance of molecule-surface and molecule-molecule interacSons. We synthesized an ester derivaSve (octadecyl 4'-octadecyloxy-4-biphenylcarboxyloate, EsterC18, Figure 1a), based on a biphenyl core surrounded by two n-octadecyl chains, one linked to the aromaSc core through an ester funcSon. The side chain length of the EsterOC18 molecule measures 5.12 nm (Figure 1a). Figure 1b depicts a high-resoluSon STM image, acquired at room temperature (RT) under ultrahigh vacuum (UHV) of the EsterOC18/HOPG interface. This interface was obtained by the deposiSon of a soluSon of EsterOC18 molecules (Dichloromethane, 5•10 -5 mol•L -1 ) on a HOPG surface through spin-coaSng under ambient condiSons (see method for the detailed procedure). Subsequently, the resulSng substrate was introduced to UHV. Within the STM image, a well-defined compact periodic network consStuted by bright lines separated by darker strips is observed. The periodicity between the bright lines is 5.60 ± 0.1 nm (Figure S1ab). Notably, leveraging the high resoluSon of STM, we discern that the darker stripes consist of two parallel nanorods, each measuring 2.1± 0.2 nm in length (white double arrows, Figure 1b). These nanorods align within the same row and exhibit a 120° rotaSon from one dark stripe to the next. Next, another sample was prepared by deposing a soluSon of EsterOC18 molecules (Dichloromethane, 1•10 -5 mol•L -1 ) onto a HOPG surface via spin-coaSng (see method for a detailed procedure). This sample was invesSgated using atomic force microscopy (AFM) under ambient condiSons. The AFM topography images (Figure 1c) reveal the existence of compact 2D domains, consistent with what was observed in STM images (Figure 1b). These twodimensional domains showcase well-arranged bright stripes segregated by darker stripes. As depicted in Figure S1, the periodicity between the bright line stripes remains constant at 5.60 ± 0.1 nm. The thickness of the two-dimensional domains was evaluated by analyzing the AFM topography of a HOPG surface coated with a sub-monolayer of EsterOC18 molecules, resulSng in a thickness of 0.8 ± 0.05 nm (Figure S2). Subsequently, the same sample was introduced into UHV and imaged using STM. Following this, it was taken out of the UHV setup and analyzed again using AFM under ambient condiSons. In both STM and AFM images, 2D domains exhibit well-structured bright stripes interspersed with darker stripes, maintaining a consistent distance of 5.60 ± 0.1 nm. This confirms that the networks remain unaltered by the imaging condiSons, whether UHV or ambient condiSons. ). AFM and STM images show a compact periodic network consStuted by bright lines separated by darker stripes, with a periodicity of 5.60 ± 0.1 nm, highlighted by the black double arrows in b) and c).

AFM on mulSlayers

Figure 2a shows a topography AFM image (2×2 µm 2 ) recorded aber the deposiSon of a concentrated soluSon of EsterOC18 molecules (Dichloromethane, 1•10 -3 mol•L -1 ) by spin-coaSng on a HOPG surface (see method for a detailed procedure). The formaSon of large compact islands is observed (Figure 2a). The thickness of these islands varies from 0.7 to 6 nm (Figure 2b). A deeper invesSgaSon of the topography AFM image shows that the 3D compact islands are sSll consStuted by alternaSng bright and dark lines, with the previously observed periodicity of 5.60 ± 0.1 nm, irrespecSve of their thickness (Figure 2c). 

AFM-IR on mulSlayers

The IR fingerprint of the compact islands, in relaSon to their thickness, was subsequently invesSgated through AFM-IR experiments. AFM-IR absorpSon spectra were recorded on another HOPG substrate aber the deposiSon of a soluSon of EsterOC18 molecules (Dichloromethane, 1•10 -3 mol•L -1 , see method for detailed procedure). The existence of 3D compact islands with varying thicknesses (ranging from monolayer to 4 layers) on the substrate was confirmed by obtaining AFM topography images (Figure 3a). Subsequently, AFM-IR absorpSon spectra were captured from compact islands with differing thicknesses. Specifically, AFM-IR absorpSon spectra were collected from the 2D monolayer (blue cross, Figure 3a) and the 3D mulSlayers (red cross, Figure 3a). To facilitate comparison with the AFM-IR absorpSon spectra, the FT-IR spectrum of a powder of EsterOC18 molecules in the pure solid state has been recorded (bulk, black dashed line in Figures 3 andS3). As evident in Figures 3b and3c, the absorpSon spectrum of the mulSlayers (red line) closely resembles that of the bulk (black dashed line). The anScipated features for EsterOC18 are all present: C=O stretching at 1703 cm -1 , C=C stretching at 1602 cm -1 , and 1580 cm -1 (Figures 3b-c). Notably, the primary disSncSon between the two spectra lies in the weak, broad band centered at 1740 cm -1 , which is evident in the mulSlayer spectrum but absent from the solid spectrum (Figure 3c). Conversely, for the monolayer scenario, the AFM-IR spectrum displays significant dissimilarity. The C=O bond stretching experiences a shib to 1740 cm -1 (depicted by the blue line in Figure 3c) and exhibits greater broadness compared to the solid state (represented by the black dashed line in Figure 3c). AddiSonally, no C=C stretching is observed at 1602 cm -1 and 1580 cm -1 in the monolayer spectrum. ). AFM-IR mapping corresponding to the topography shown in Figure 3a recorded at d)1600 cm -1 , e) 1710 cm -1 and, f) 1730 cm -1 . At 1600 cm -1 and at 1710 cm -1 , the intensity of the AFM-IR signal is stronger on the mulSlayers than on the monolayer. At 1730 cm -1 , the intensity of the AFM-IR signal is stronger on the monolayer than on the mulSlayers. The scale color of the working funcSon is displayed.

The chemical mapping of the area depicted in Figure 3a was conducted using a quantum cascade laser (QCL) tuned to the fixed wavenumbers 1600 cm -1 (Figure 3d), 1710 cm -1 (Figure 3e), and 1730 cm -1 (Figure 3f). In all instances, the signal intensity is evenly distributed across the surface of the islands with the same thickness, as highlighted by adsorpSon spectra collected at various points within the mulSlayered network area (Figure 3). Specifically, within the chemical mapping at 1600 cm -1 corresponding to the C=C bond stretching, the signal is virtually absent (in blue, Figure 3d) in the region a\ributed to the monolayer. Conversely, a strong signal is detected in the area corresponding to the mulSlayered network (illustrated in red, Figure 3d). For the band centered at 1710 cm -1 , the highest signal intensity is situated over the mulSlayer, while for the 1730 cm -1 band, the maximum signal intensity is observed in the monolayer zone (as illustrated, respecSvely in Figures 3e and3f).

Discussion

Close examinaSon of STM and AFM images reveals the consistent periodicity exhibited by the supramolecular networks formed aber deposiSng EsterOC18 molecules onto a graphite surface, regardless of whether they take the form of 3D islands or 2D monolayers. Leveraging the high-resoluSon capabiliSes of STM images, we were able to observe the spaSal arrangement of aliphaSc chains surrounding the EsterOC18 molecules, resulSng in the development of an adsorpSon model describing the 2D monolayers. In the monolayer scenario, the experimental periodicity (5.60 ± 0.1 nm) closely matches the length of EsterOC18 molecules (5.12 nm), suggesSng the absence of lateral n-octadecyl chain interdigitaSon, as demonstrated in the STM images (depicted in Figure 1b). Furthermore, since the nanorods are rotated at 120° between adjacent dark stripes (as shown in Figure 1b), we infer that EsterOC18 molecules align along the <100> direcSon of the HOPG surface, forming a densely packed 2D lamellae of parallel-aligned, straight n-octadecyl chains, aligning with the Groszek model (Figure 4a) [START_REF] Groszek | SelecSve adsorpSon at graphite/hydrocarbon interfaces[END_REF] . Importantly, the idenScal periodicity observed in both 2D and 3D layers enabled us to extend the proposed 2D organizaSonal model to elucidate the arrangement of 3D islands. Furthermore, AFM-IR signatures provide addiSonal insigh{ul details compared to STM and AFM images. Notably, the infrared signature of monolayers displays disSnct differences when compared to that of mulSlayers or bulk solids. This divergence in the IR signatures furnishes essenSal insights for understanding the unique a\ributes and characterisScs of supramolecular structures in different dimensions. AFM-IR exhibits high sensiSvity to the incident polarizaSon of IR light [START_REF] Waeytens | Probing amyloid fibril secondary structures by infrared nanospectroscopy: Experimental and theoreScal consideraSons[END_REF][START_REF] Gong | Discovery of β-Form Crystal Structure in Electrospun Poly[(R)-3-hydroxybutyrate-co-(R)-3-hydroxyhexanoate] (PHBHx) Nanofibers: From Fiber Mats to Single Fibers[END_REF] . In our setup the incident light has an angle about 30° from the surface and is polarized in the plane of incidence. Considering the gold coaSng of the Sp and this configuraSon of illuminaSon, we have already demonstrated that the electric field below the Sp is dominated by its perpendicular component [START_REF] Waeytens | Probing amyloid fibril secondary structures by infrared nanospectroscopy: Experimental and theoreScal consideraSons[END_REF] . Consequently, for funcSonal groups situated in the plane of the underlying HOPG surface, the dipole's cross-secSon of these funcSonal groups and the incident electric field is nearly zero, causing their IR fingerprint to cancel out. USlizing this phenomenon, it becomes feasible to determine the relaSve configuraSon of funcSonal groups comprising EsterOC18 molecules within supramolecular self-assemblies on a HOPG surface. In the AFM-IR spectrum of a monolayer, the absence of C=C stretching peaks at 1602 cm -1 and 1580 cm -1 , present in the bulk, provides substanSal evidence that the aromaSc rings align parallel to the HOPG surface plane. This observaSon indicates that the aromaSc rings within the monolayer adopt an in-plane orientaSon concerning the substrate. Notably, within our research framework, we observed a significant phenomenon related to C=O stretching in the EsterOC18 monolayer. The C=O stretching band appears at 1740 cm -1 , showcasing a hypsochromic shib of 37 cm -1 from the C=O stretching band in the FT-IR spectrum of the pure solid (bulk). This shib holds parScular interest, as it signifies the absence of electronic conjugaSon between the C=O group and the surrounding phenyl ring. These collecSve findings provide compelling evidence that the C=O bond within the EsterOC18 monolayer is oriented out of the HOPG surface plane and disSnct from the neighboring phenyl ring. With these features in mind, the adsorpSon model corresponding to the monolayer of EsterOC18 molecules adsorbed on a HOPG surface is illustrated in Figures 4a-b. This model effecSvely accounts for all experimental data, with the phenyl rings aligned parallel to the HOPG surface due to molecule-surface interacSons, while the C=O groups reside out of the surface plane (depicted in Figure 4b). In the layer close to the HOPG surface, the phenyl ring is sSll out-of-the-plane of the neighboring ester funcSon and in-the-plane of the HOPG surface. In the other layers, the phenyl ring is now in-of-the-plane of the neighboring ester funcSon and out-of-the-plane of the HOPG surface. The conformaSonal difference of EsterOC18 molecules is highlighted by dashed black lines.

In the case of mulSlayers, the band associated with C=C bond stretching is now observed at 1602 cm -1 , similar to the bulk (depicted in Figure 3c). However, two bands related to C=O bond stretching are detected. One is situated at 1702 cm -1 , idenScal to the bulk spectrum, while the second, with a weaker intensity, appears at 1740 cm -1 , resembling the AFM-IR spectrum of the monolayer. Consequently, it can be inferred that two orientaSons or conformaSons of EsterOC18 molecules comprise the mulSlayered networks (depicted in Figure 4c). The first layer, closest to the surface (highlighted in yellow in Figure 4b), assumes the same conformaSon as the one consStuSng the monolayer, a\ributed to the molecule-surface interacSon (Figure 4c). The corresponding C=O bond stretching occurs at 1740 cm -1 . In contrast, the conformaSon of EsterOC18 molecules in the upper layers of a mulSlayer system (illustrated in blue in Figure 4c) differs significantly. The phenyl rings rotate to enhance their conjugaSon with the C=O group, resulSng in the shib of the C=O bond stretching to 1702 cm - 1 , akin to the bulk (depicted in Figure 4d). As the phenyl rings are now out of the HOPG surface plane, the C=C stretching bonds become observable in the AFM-IR spectrum. In the monolayer, the band linked to C=O bond stretching is notably broad (ranging from 1700 to 1750 cm -1 ), and within the region covered by the EsterOC18 mulSlayer, the signal intensity of C=C stretching bonds and C=O bonds fluctuates by a factor of two between minimum and maximum intensity (Figure S4). This observaSon leads to the assumpSon that the angle between the phenyl rings of EsterOC18 molecules and the HOPG surface, as well as the dihedral angle between the C=O group and the adjacent phenyl ring, is not fixed but varies from 0 to 90°. These variaSons arise from the modulaSon of the molecule-surface interacSon based on the distance between the molecules and the HOPG surface. This finding underscores the sensiSvity of AFM-IR in idenSfying these subtle differences in molecular conformaSon within mono-or mulSlayered supramolecular networks adsorbed on a surface.

Conclusion

This study has showcased the high sensiSvity and non-invasiveness of AFM-IR as a potent technique for exploring molecular conformaSon within supramolecular networks. By leveraging IR fingerprints obtained through AFM-IR experiments, we have highlighted the variaSon of the dihedral angle between the C=O group and the adjacent phenyl ring, within 2D to 3D supramolecular networks adsorbed onto a HOPG surface under ambient condiSons. Notably, in the context of a 3D supramolecular network formed by stacked molecular layers, the conformaSon of molecules varies from one layer to another. The layer proximate to the substrate mirrors the conformaSon of the corresponding 2D monolayer, while the others closely resemble the bulk conformaSon. This study has successfully demonstrated that the amalgamaSon of STM, AFM, and AFM-IR not only elucidates the orientaSon and arrangement of surface-adsorbed molecules but also discerns the molecular conformaSon across different layers of 3D mulSlayered supramolecular networks. This combined analyScal approach could be universally applied to unravel the intricacies of on-surface supramolecular self-assemblies.

Methods

Synthesis of molecule

All reagents were purchased from TCI, and used as received. The deuterated NMR solvents were purchased from Euriso-top. The NMR spectra were recorded using a Bruker AC-300 MHz spectrometer. FT-IR spectrum was recorded using Spectrum Two FT-IR spectrometer from PerkinElmer (ATR, transmission and absorption).

4'-hydroxy-4-biphenylcarboxylic acid (1g, 42mmol) was dissolved in dimethylformamide (10mL) at room temperature. Then NaH (112mg, 42mmol) was added. Then 1bromooctadecane was added (6.22g, 168mmol, in 40mL of dimethylformamide soluSon) was added for 30 minutes (Figure S5). The mixture is heated at 80° for 15h. The grey solid is filtered and washed three Smes with 50 mL of water. The pure octadecyl 4'-octadecyloxy-4biphenylcarboxyloate is obtained as a white solid (Yield: 65%). 1 H and 13 C NMR spectra are shown in Figures S6 andS7, respecSvely. FT-IR spectrum is described in Figure S3. [START_REF] Elemans | Molecular and supramolecular networks on surfaces: From two-dimensional crystal engineering to reacSvity[END_REF] The experimental imaging was performed using a set-up of Variable temperature Scanning tunneling microscope (VT-STM) under ultra-high vacuum (UHV) condiSons with base pressure inside the setup 7.2x10 -11 mbar, all STM-acquired images at room temperature using a tungsten Sp using constant current mode. A 20 μl of EsterOC18 soluSon in dichloromethane with a concentraSon of 1•10 -5 mol•L -1 was deposited onto the HOPG surface and the spin coaSng was carried out for 30 seconds with an angular velocity of 300 rpm. Aber spin coaSng, the sample was thoroughly dried at 80° C for 30 minutes in a vacuum oven Memmert Heater in order to evaporate the solvent from the HOPG substrate.

PreparaSon of monolayer for AFM imaging

The experimental imaging was performed at ambient condiSons and monitored by AFM with Peak Force Mode by Bruker Icon using a super sharp probe (SSB) Sp. A 20 μl of EsterC18 soluSon with a concentraSon of 5•10 -5 mol•L -1 was deposited onto the HOPG surface and the spin coaSng was carried out for 20 seconds with an angular velocity of 300 rpm. Aber spin coaSng, the sample was thoroughly dried at 80° C for 30 minutes in a vacuum oven Memmert Heater in order to evaporate dichloromethane from the substrate.

PreparaSon of mulSlayers for AFM imaging and AFM-IR imaging

The experimental imaging was performed at ambient condiSons and monitored by AFM with Peak Force Mode by Bruker Icon using a super sharp probe (SSB) Sp. A 20 μl of EsterC18 soluSon with a concentraSon of 1•10 -3 mol•L -1 was deposited onto the HOPG surface and the spin coaSng was carried out for 20 seconds with an angular velocity of 500 rpm. Aber spin coaSng, the sample was thoroughly dried at 80° C for 30 minutes in a vacuum oven Memmert Heater in order to evaporate dichloromethane from the substrate.

AFM-IR experiment

The AFM-IR system was an Icon-IR from Bruker using a mulS-chip Quantum Cascade Laser (QCL, Daylight SoluSons) covering the mid-IR range from 900 cm -1 up to 1900 cm -1 . In this study, AFM-IR was used in tapping AFM-IR mode with a gold-coated silicon AFM Sp (Nanoandmore PPP-NCHAu-MB-10). The Drive frequency was around 1680 kHz and the IR detecSon was around 272 kHz. To compensate the topography or mechanical change, PLL (Phase Loop Lock) has been acSvated for IR channel detecSon. The IR mapping acquisiSons were made using a 0.3 Hz scan rate with a laser power of around 1-3% with a pulse width of 100 ns. All spectra are recorded aber IR maps to select relevant regions of interest considering the chemical distribuSon. Due to the laser illuminaSon configuraSon and the gold coaSng of Sps, the polarizaSon of the IR light is mainly perpendicular to the surface of the sample.
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 1 Figure 1. STM and AFM images of monolayer of EsterOC18 molecules on a HOPG surface
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 2 Figure 2. AFM images of mul,layers of EsterOC18 molecules adsorbed on a HOPG surface
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 3 Figure 3. AFM-IR spectra and mapping of EsterOC18 adsorbed on HOPG surface

Figure 4 .

 4 Figure 4. Adsorp,on models of EsterOC18 on HOPG surface.
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