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Abstract: The investigation of fatigue behavior typically involves time-consuming

tests, leading some researchers to explore methodologies based on self-heating tests

to reduce the process. For composite materials, the conventional approach involves

piecewise linear approximations of the self-heating curve and the stress transition

between the first and second regimes is arbitrarily associated with a fatigue lifetime

equal to 106 cycles. This paper proposes a novel methodology to address these sim-

plifications. First, a non-linear viscoelastic model is used to describe the self-heating

curve. Based on the mechanisms established in the literature, a link is proposed

between the dissipation and the fatigue limit. The load leading to a significant con-

tribution of non-linear mechanisms, is associated with an infinite life time. It allows

the identification of an S-N curve and prediction of fatigue behavior through a min-

imal number of tests. The comparison with fatigue results is satisfactory.

Keywords: Polymer matrix composites, Fatigue limit, Residual strength, S-N curves,

Non-deterministic analysis, Experimental technique, Intrinsic dissipation.

Nomenclature
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Laminates

QI Quasi-isotropic laminate

QI-0 Quasi-isotropic laminate with the 0o plies in the middle plane [−45/90/45/0]s

QI-45 Quasi-isotropic laminate with the 45o plies in the middle plane [0/− 45/90/45]s

W-UD laminate of 2D woven ply (w) and UD ply (UD) stacking sequence :

[(±45)w,(04)UD,(±45)w]

Heat Equation

T Temperature [oC]

θ Difference between the current temperature and the initial one [oC]

∆∗ Density of energy dissipated per cycle [J.L−3]

f Frequency of the cyclic or the fatigue test [s−1]

ρ Density [M.L−3]

Cp Specific Heat [J.oC−1M−1

Cyclic Loading

R Stress ratio of the cyclic or the fatigue test [N.L−2]

σmax Maximal stress applied during the cyclic or the fatigue test [N.L−2]

Viscoelastic Model

ε Total strain

εve Viscoleastic strain

εvek kth elementary viscoleatic strain

E Young modulus of the laminate in the loading direction [N.L−2]

Er Relaxed Young modulus of the laminate in the loading direction [N.L−2]

τk Characteristic time associated to εvek [s−1]

µk Weigth associated to εvek
D(t) Intrinsic dissipation [J.L−3.s−1]

S-N curve

α Shape parameter of the Weibull distribution

β Scale parameter of the Weibull distribution [N.L−2]

C,S Shape parameters of the S-N curve

σ∞ Fatigue limit [N.L−2]
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Table 1 Nomenclature

4



Acc
ept

ed
ma

nus
crip

t

1 — Introduction

The use of composites has increased in many industrial fields. Thanks to the high

number of tests, with different monitoring systems, performed on a wide range of

composite materials, the mechanisms of damage and failure under quasi-static and

fatigue loading have been well known for many years (see for instance1 2). However,

the characterisation of a given composite requires a high number of tests (standard-

ised or not) with different stacking sequences and different environmental conditions

(see the tests carried out on the AS4/8552 and IM7/8552 materials to obtain the

database provided in3). The cost in time and money can therefore be very signifi-

cant. This is particularly the case for fatigue loading. Indeed, the time needed to

perform a single test could be very long (because some applications require more

than 107 cycles and because the frequencies cannot be too high due to the self-

heating observed in these materials4). In addition, the lifetime is highly dependent

on the stress ratio5 and the results can be highly scattered. This means that thor-

ough fatigue characterisation of a given laminate can be very expensive and time

consuming. However, it is important to note that at the material selection stage,

it may be sufficient to estimate the stress leading to 10x cycles (where x depends

on the application) associated with a given confidence interval. In order to achieve

this objective, a number of methods have been proposed in the literature to predict

the fatigue limit with a reduced number of tests. The staircase (or up-and-down)

method is one of the best known approaches to fatigue limit estimation. It consists of

defining the stress amplitude applied to a specimen as a function of the result of the

previous test. If the previous test failed, the stress amplitude is reduced (otherwise

it is increased). A statistical method could be used to estimate the mean fatigue

limit and its range of variation6,7. An example of this method applied to composite

fatigue after impact is given in8. Approaches based on cyclic tests with increasing

amplitude on the same specimen have also been proposed in the literature9. Since

a progressively increasing stress amplitude is applied to the same specimen, a cu-

mulative damage rule must be used to process the results.

Another approach is to use the rise in temperature that is observed during the

cyclic tests as a marker of the fatigue mechanisms. This type of approach is called

”self-heating” or ”heat build-up protocol”. The specimen is subjected to a series of

cycles with progressively increasing mean stress (at a constant stress ratio). For each

level of mean stress, the increase in temperature is recorded (using thermocouples

or infrared thermography). Several authors have shown on metallic materials10,11,12

or polymer-based materials13,14,15,16 that the mean stress at which the temperature

increases drastically could be related to the fatigue strength at 10x (where x has

to be assumed). For metallic materials, since the mechanisms responsible for the

temperature increase are known, it is possible to use models to describe the self-
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heating curve and the scatter of the S/N curve11. This is not usually the case for

composites, for which the self-heating curve is usually approximated by a piecewise

linear approximation (in two or three zones depending on the material). The stress

corresponding to the transition between the first and second zones (or regimes) is

usually associated to a fatigue life equal to 106 cycles. This approach has been

applied to various types of polymer-based materials. However, two points can be

discussed: (1) the determination of the stress at the transition and (2) the number

of cycles to failure associated with this transition. To overcome these limitations

a link is proposed between the dissipation determined by self-heating tests and the

fatigue limit. The first section presents the material under investigation and the

heat build-up test protocol. In the second section, the results of the heat build-up

tests are presented. A model to describe the evolution of the intrinsic dissipation is

then presented. Thanks to this model, the fatigue limit is determined on the basis

of physical mechanisms described in the literature17,18. Finally, this fatigue limit is

used to identify a probabilistic model, initially proposed by Sendckyj19, to describe

the S-N curve. The last section is dedicated to the conclusions and further work.

2 — Experimental and theoretical background

2.1 — Materials

To test the applicability of the proposed method, two carbon/epoxy materials are

investigated in this article.

The first one is a quasi-isotropic laminated composite of AS7/8552 carbon/epoxy

prepreg. Two stacking sequences were investigated (named after the orientation of

the central layer): [45,90,-45,0]s (hereafter referred to as QI-0) and [0,-45,90,45]s

(hereafter referred to as QI-45). The thickness of one ply varies from 0.135 mm to

0.145 mm and the total thickness of the laminate is between 1.02 and 1.12 mm.

The second material (hereafter referred to as W-UD) is a laminate of 2D woven ply

(HR fibre) and UD ply (IM fibre). The stacking sequence is [(±45)w,(04)UD,(±45)w]

(w stand for woven and UD stand for unidirectionnal). The thickness of the 4 UD

plies is about 2/3 of the total thickness (which is equal to 3.6mm).

The two materials have been cured in an autoclave following the curing cycle rec-

ommended by the manufacturer.

2.2 — Mechanical tests and thermal measurements

The tests were carried out on an MTS servo-hydraulic testing machine. The test

coupons were 250mm total length, 150mm gauge length, 25mm width (see Fig. 1).

The quasi static tests were carried out at 2mm/min. The cyclic and fatigue tests were

force controlled with a sinusoidal waveform. The maximum applied stress is referred

6
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to as σmax and the load ratio (minimum to maximum cyclic stress) is referred to as

R. In this study, the load ratio was set to R=0.05 for the QI mterials and R=0.01

for the W-UD laminate (these were selected to meet the specific requirements of

the targeted industrial applications). All tests were performed at room temperature

(around 20oC). For each test, an evaluation of the energy dissipated was made based

on thermal measurements. (see section 2.3). The thermal imaging was carried out

using an Infratec infrared camera (ImageIR 10300, 1920x1536 pixels, pixel pitch 10,

µm,record frequency 100Hz, thermal resolution better than 30mK).

Figure 1 Geometry of the specimen

2.3 — Heat build-up protocol and determination of the

cyclic dissipated energy

The heat build-up protocol consists of subjecting the specimen to a sequence of

cyclic loading steps defined by a fixed stress ratio and an increasing peak stress

value (see Fig. 2). This type of protocol has been applied to various composite

materials (short fibre composite with thermoplastic matrix20,21, woven composite

with carbon fibres and epoxy matrix22) and its aim is to determine the relationship

between the cyclic energy dissipated and the applied stress.

The energy dissipated during a cycle is related to the evolution of the temperature

thanks to the heat equation. Under certain assumptions (not mentioned here for the

sake of consistency, see for example20,21) including adiabaticity, the heat equation

could be simplified as follows

ρCp
∂θ(t)

∂t

∣∣∣∣
t→0

= f∆
∗

+H
e
(t) (1)

where ρ is the specific mass, Cp is the specific heat, θ is the difference between

the current temperature and the initial temperature and f is the frequency of the

cyclic loading. ∆∗ is the density of energy dissipated per cycle (independent of the

frequency). He is the contribution of the thermoelastic coupling on the temperature
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Figure 2 Example of a loading protocol

rate. The operator x stands for:

x =

∫
x

xdS (2)

3 — Results

3.1 — Heat-Built up tests

Heat build-up tests were carried out on the QI materials and the W-UD material.

For sake of consistency, only the results of the QI materials will be discussed. In the

final step, the specimen was tested until failure. The temperature change may not

be uniform over the entire surface of the specimen. As the specimen moves while the

camera is fixed, it is necessary to transpose each pixel in a reference configuration.

This has been done using the same approach used by Navratil22, which has been

implemented in an in-house software called Celenos23. The evolution of the temper-

ature as a function of time is determined at each pixel (θ(~x, t)). Its spatial average

over the whole gauge length is calculated (θ(t)) (an example of thermal measure-

ment results is provided in Fig. 3). Finally, using eq. 1 is is possible to approximate

the evolution of the temperature by a linear part (with a slope equal to ∆∗/(ρCp),

see the blue line in Fig. 3) and a sinusoidal part (corresponding to thermoelastic

coupling).

It is important to keep in mind that this identification is only possible if the adia-

batic condition is satisfied. To ensure this, the parameters involved in eq. (1) are

identified once the mechanical loading has stabilised and over a short period of time

(much less than the characteristic thermal time of the specimen). For the specimens

investigated (material, ply thickness, number of plies, geometry), the characteristic

8
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Figure 3 Evolution of the temperature on the surface of the specimen as a
function of the loading. The images represent the temperature field at different

moments of the cycling (end of static loading, peak of the 6th cycle, bottom of the
22nd cycle). The curve is the average temperature over the region of interest

(represented by a rectangle in the temperature field images)
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time was inferred to be around 65s from a cooling step (see21). The dissipation was

identified using 10 cycles, which corresponds to a duration of 5s, much less than the

characteristic time. Finally, the heat build-up curve is plotted (i.e the evolution of

the dissipation as a function of the maximum applied stress for each loading step, see

Fig. 4). Fig. 4(a) shows the results obtained on the QI-0 samples. The tests were

performed at a frequency equal to 2 Hz. For test QI-0-2, some of the loading steps

were performed at a frequency equal to 5 Hz. The QI-0-3 specimen was tested at

2 Hz for different applied load values than the QI-0-1 specimen. The heat build-up

curves are very close for all these tests, which means that: the scatter is very small,

the cyclic dissipation ∆
∗

neither depends on the frequency (which is consistent with

eq. 1) nor on the fatigue load history. Fig. 4(b) shows the results obtained on

the QI-45 specimen. The heat build-up curves are quasi-identical to those obtained

on the QI-0 specimens. This means that the cyclic dissipation obtained from the

surface measurements is representative of the whole thickness of the specimen and

not just the surface layer.

To confirm this experimental evaluation, transient thermal finite element modelling

0 0.2 0.4 0.6 0.8
0
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0.04

0.06

0.08

σmax

mean(Xt)

∆
∗ (
m
J
.m
m

−
3
)

QI-0 specimen 1 2Hz
QI-0 specimen 2 1Hz
QI-0 specimen 3 2Hz
QI-0 specimen 4 5Hz
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QI-45 specimen 1 1Hz

(a) (b)

Figure 4 Heat-bulid up curves obtained from specimen oriented at 0o (a) and 45o

(b). A result obtained on a 0o has been reported on figure (b) to facilitate the
comparison between the two orientations. The stresses applied during the loading

steps have been normalized by the mean of the failure load under tensile
quasi-static loading < Xt >.

was carried out. A half thickness was modelled using material properties from24 (see

table 2).

Four quadratic hexahedral heat trasfer fintie elemlents in the thickness of each

plies have been used. No boundary conditions are applied to surfaces (symmetry

bondary conditions). The heat transfer was modeled over a duration of 5 seconds,

equivalent to 10 cycles for a cyclic loading at 2 Hz,this time frame is consistent

with the period during which dissipation is estimated. The increase of temperature
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Properties Value
ρ (g.cm−3) 1.57

Cp (J.g−1 ◦C−1) 0.9
k11 (W.m−1 ◦C−1) 4.9

k22 = k33 (W.m−1 ◦C−1) 0.58

Table 2 Thermal properties used for the transient thermal model (from24)

is limited to 10−3K.s−1 per increment. A constant body heat flux has been applied

to each layer. Due to the difference in orientation between the different layers, the

layers will not have the same level of dissipation The shear stress is the stress that

leads to the highest level of dissipation, followed by the transverse stress and then

the fibre direction stress (which has a very low level of dissipation)25. An approach

aimed at calculating dissipation in each of the plies, based on a multiscale viscoelas-

tic approach, has been developped in 26 (the detailed exploration of this approach

falls outside the scope of the current article). The 0o ply has been demonstrated to

have minimal dissipation, constituting only around 20% compared to the 45o ply.

Similarly, the 90o ply exhibits relatively low dissipation, approximately 50% com-

pared to the 45o ply. Therefore, the present thermal model will account for these

dissipation levels in each ply (in the following, this assumption will be shown to have

no effect on the result). For an applied body heat flux of 0.04mJ.s−1mm−3 in the

45o plies (which is of the order of magnitude of what is measured experimentally on

the laminate, see Fig. 4) in the QI-0 laminate, the temperature rise was estimated

at 0.019 K.s−1 by the finite element calculation. Using the same approach as the

one shown in eq. 1 the density of energy dissipated at the macroscopic level ∆∗lam is

equal to 0.027mJ.mm−3. It corresponds to the average of the applied applied body

heat flux in each ply. The same result is obtained for the QI-45 laminate. These

finite element calculations show that the macroscopic dissipation is equal to the av-

erage dissipation over the laminate thickness (∆∗lam = 1
t

∫ t
0

∆∗(z)dz). It is therefore

independent of the stacking sequence and reflects the dissipation in each layer.

3.2 — Link between heat-build up curves and fatigue limit

The mechanisms leading to failure due to fatigue loading for laminates in which the

failure is dominated by the fibres (hereafter referred to as fibre-dominated failure) are

well known, as discussed in the work of Talreja17 and more recently by Sørensen18

for this class of materials. These works pointed out three types of mechanism,

depending on the intensity of the stress, namely (see Fig. 5):

• at high applied stresses, fibre breakage occurs when the stress is greater than

the strength of the weakest link. When a fibre breaks, decohesion can occur at

the interface. Stress is transferred to the adjacent fibres. This stress transfer

depends on the properties of the matrix. Number of cycles to failure is low

11
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(Nr < 103).

• intermediate loading will cause little or no fibre breakage (at the early stages

of the fatigue lifetime). Cyclic loading can nevertheless cause cracking in the

matrix. This can lead to interfacial decohesion, then fibre breakage, resulting

in ply failure.

• at low applied loads, the stress is too low to cause fibre breakage or matrix

cracking. It corresponds to the fatigue limit.

Region 1 : Fiber failure

Static region

Region 3 : No crack

Fatigue limit

Region 2 : Progressive 

debonding, crack in the matrix

Fatigue region

s

NR

Figure 5 S-N curve (tension/tension ratio) divided into three zones: static failure,
progressive fatigue failure and limit of fatigue (adapted from2)

This description shows that it would be possible to relate the fatigue limit to the

load at which the stress in the matrix is too low to cause cracking. Since the dissi-

pation is the marker of the mechanisms occurring in the matrix, it is consistent to

correlate the dissipation, estimated thanks to heat build-up tests, with the fatigue

limit. Indeed, it has been shown that epoxy degradation under cyclic loading can

be related to dissipation27. It should be possible to correlate the dissipation with

the physical mechanisms involved at different scales (layer, interface) by means of

an analysis combining different approaches (microscopy, acoustic emission, infrared

observations, modelling...)28 29. It is out-of the scope of the present article and will

be presented in a future work.

In this study, a model is used to determine at which level of stress the dissipation

is too low to cause cracking in the matrix, this stress beeing associated to a fatigue

limit as proposed by Talreja. It has been shown in the literature that the behaviour,

at the ply scale or at the macroscopic scale, of this kind of material could be de-

scribed by non-linear viscoelastic models30 31.

Only the most important aspects for the understanding of the model and the cal-

culation of the dissipation will be recalled. The model is presented for 1D loading.

12
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The interested reader can refer to30. The model is written in the framework of the

classical thermodynamics of irreversible processes32. The total strain is divided into

an elastic part (εe) and a viscoelastic part (εve). The free energy is assumed as

follows32:

2ρΨ = (ε− εve) ∗ E ∗ (ε− εve) +
∑
k

1

µk
εvek ∗ Er ∗ εvek (3)

where εvek are internal variables (strain kind) that represent elementary viscous mech-

anisms. E is the instanteneous Young modulus and Er the relaxed viscous modulus.

A characteristic time τk and a weigth µk (defined by a Gaussian spectrum) are

associated to this viscous mechanisms. They are defined as follows:

τk = 10k (4)

µk =
1

n0

√
π
exp

(
−
(
k − n0

nc

)2
)

(5)

The stress is given by:

σ = ρ
∂Ψ

∂εe
= E ∗ (ε− εve) (6)

Let us introduce the thermodynamic force associated to the internal variables εve

and εvek : {
σvek = ρ ∂Ψ

∂εvek
= 1

µk
Ek ∗ ε̇vek

σve = ρ ∂Ψ
∂εve

= −σ
The intrinsic dissipation is therefore given by:

D(t) = σε̇ve −
∑
k

σk ∗ ε̇vek (7)

The density of energy dissipated per cycle is calculated as follows:

∆∗ =

∫ t+1/f

t

D(t)dt (8)

The evolution of the internal variables is given by the dissipation potential written

as follows:

2φ∗ =
∑
k

µk
τk

(ωk : E−1
r : ωk) (9)

with ωk = gσve + σvek .

It is thus possible to obtain:{
ε̇vek = −ρ ∂φ∗

∂σvek
= 1

τk
(µk ∗ g ∗ E−1

r ∗ σ − εvek )

ε̇ve = g ∗
∑

k ε̇
ve
k

g is a function used to describe the non-linear behavior30:

g(σ) = 1 + γ

(√
σ ∗ E−1

r ∗ σ
)p

(10)

It is important to note that g = 1 corresponds to a linear model.

As explained above, the aim of the model is to evaluate the dissipation in order to

determine the load at which the effect of the non-linearity on the dissipation becomes

significant. To simplify the identification, classical values for carbon/epoxy are used

for the parameters defining the Gaussian spectrum31 n0 = 12 and nc = 8. E is the

modulus in the loading direction. It can be easily estimated from monotonic tensile

tests or from the properties of the ply by means of classical laminate theory. The

13
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identification of the other parameters (Er, γ and p) is done in two steps. In the first

step, only the first part of the heat build-up curve is modelled. A linear viscoelastic

model is considered (g = 1, i.e.γ = 0). It permits to identify Er (the dot curve

in the Fig. 6 is the result of this step). The non-linear function g (parameters γ

and p) is identified to have a correct description of the whole curve. The results of

the model from this identification is shown in Fig. 6. The non-linear model allows

the heat build-up curve to be correctly reproduced, except for the high stresses

at which failure mechanisms (premature fiber failure, initiation of delamination)

could occur during the firsy cycles. It is possible to compare the heat dissipation

obtained with a linear model with the one obtained with a non-linear model (for

sake of brevity, only the results on the quasi-isotropic carbon/epoxy laminates are

reported see Fig. 6). The results show that above a give stress value, the non-linear

mechanisms have a significant contribution to the dissipation in comparison to the

linear viscoelastic mechanisms. It therefore seems that there is a transition between

a linear viscoelasticity dominated part and a non-linear viscoelasticity dominated

part. It is proposed here to assume that this threshold corresponds to the fatigue

limit (hereafter referred to σ∞). This fatigue limit is related to the stress at which

the dissipation predicted by the non-linear model is 5% greater than that predicted

by the linear model. (5% was chosen to take account of the scatter and the accuracy

of the measurements).

The stress at transition between a linear viscoelasticity dominated part and the non-

linear viscoelasticity dominated part associated to the fatigue limit will be compared

with fatigue results in the next section.

3.3 — Identification of a probabilistic S-N curve based

on a residual strength method

Several methods have been proposed in the literature to fit results from fatigue tests

(see reviews in33,34). Some articles have highlighted the qualities of the approach

proposed by Sendeckyj19,35. First, it is based on strong physical considerations.

Then, it has a good fitting capability and allows to associate a probability with

the S-N curve. This approach is based on a residual strength model. This model

describes the damage accumulation in the material as a function of the number

of cycles. In this work we have chosen to use a modified version of the Sendckyj

approach that has recently been proposed36 to introduce a fatigue limit:
∂σr
∂n

= −γ−1C

(
σmax − σ∞

)γ(
σr − σ∞

)1−γ
(11)

where C anf γ and σ∞ are parameters that must be identified and depends on

the load ratio R. This equation could be integrated with the following boundary

conditions: (i) at the first cycle (n = 1) the residual strength is equal to the equiv-

alent static strength σe (i.e.the initial static strength of this specific specimen) and
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Figure 6 Heat-bulid up curves obtained on the specimens oriented at 0o and 45o.
The dissipation predicted by the model is plotted with continuous line. The
dissipation predicted by a linear visoelastic model is reported in dashed line.
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(ii) failure occurs when the residual stress equals the maximum stress(n = NR for

σr = σmax, where NR is the number of cycle to failure). It leads to:

σe = (σmax − σ∞)

(
1 + (NR − 1)C

)S
+σ∞ (12)

where S = 1
γ
. Once the parameters C, S and σ∞ are identified, this equation al-

lows the determination of the initial static strength (called equivalent strength by

Sendeckyj) from the result of a fatigue test (pair σmax and NR) that it would have

had before cyclic loading. It is important to emphasise that in order to convert re-

sults from fatigue tests to equivalent initial static strength, the damage and failure

mechanisms under fatigue and static loading must be the same. A two-parameter

Weibull distribution (defined by α the shape parameter and β the scale parameter)

is used to describe the strength of the composite material. Finally, combining equa-

tions 12 and the Weibull distribution, the probabilistic S-N curves could be written

as follows:

σmax =

(
β

[
−ln

(
P (N)

)] 1
α

−σ∞
)(

C(NR − 1) + 1

)−S
+σ∞ (13)

The mean S-N curve is given by choosing P (N) = 0.5. With P (N) = 0.05 or

P (N) = 0.95 the S-N percentiles curves of 5% (upper bound) and 95% (lower

bound) are obtained.

The identification of the parameters C, S and σ∞ requires pf results of fatigue tests

(pair {N i
R,σimax} for i = 1 to pf ) and ns results of static tests (σjR for j = 1 to ps,

where σjR is the stress at failure obtained for the static test number pj). Obviously,

the determination of the fatigue limit requires tests with a very high number of

cycles. In this paper we propose the use of the fatigue limit determined by the

method presented in the previous section. Two parameters remain to be identified:

C and S. A regular sampling method in the plane (C,S) has been used (see Fig. 7):

1. select values for the parameters C and S,

2. for the pf results obtained from the fatigue tests, the equivalent strength is

calculated from the eq. 12. Only low cycle fatigue tests (104 > Nr > 102) are

used to identify the model,

3. fit a two-parameter Weibull distribution to the ps static stresses at failure

combined with the pf equivalent strengths,

4. choose a new set of parameter C, S

The set of optimal parameters (C, S) are those leading to lowest dispersion (i.e.

the shape parameter α of the Weibull model is maximum). The evolution of α as a

function of the parameters C and S (eq. 13) is given in Fig. 8 for the quasi-isotropic

material. Once the parameters identified, it thus possible to plot the probabilisitc

S-N curve based on the modified Sendecyj’s approach (eq. 13) (see Fig. 9 for the

QI materials and Fig. 10 for the W-UD material)
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HBU tests
Non-linear

Viscoelastic model

σ∞ Fatique tests Static tests

Choose of C and S

σe

Identification
of α and β

Choose (C,S) such as α is maximal

Figure 7 Algorithm used to identify the modified Sendeckyj’s model

The comparison between the model results and the experimental fatigue results

are quite satisfactory. Only low cycle fatigue data were used for model identification.

The part of the curve corresponding to high cycle fatigue is sensitive to the fatigue

limit identified thanks to the combination of the heat build-up tests and the non-

linear viscoelastic model. This means that it is possible to obtain a first estimate

of the fatigue limit in half a day (1 heat build-up test) and of the S-N curve in two

days (10 to 15 static tests and 2-5 fatigue tests at approximately 104 cycles).

4 — Conclusions and perspectives

The aim of this paper was to propose a rapid methodology based on thermo- me-

chanical analysis, combining self-heating tests and a phenomenological modelling of

dissipation. The key components of this approach include:

• the scenario proposed by Talreja for composite materials17. For this type of

composite it has been shown that below a certain threshold (the fatigue limit)

the stress in the critical plies is too low to cause fibre failure or matrix cracking,

• the use of a residual strength model. The non-deterministic S-N curve is de-

scribed by an approach initially proposed by Sendeckyj19,35. A modified version

recently proposed in36 to introduce a fatigue limit is used,
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Figure 8 Evolution of the α (scale parameter of the Weibull distribution) as a
function of the parameters C and S of the modified Sendecyj’s approach. The

black dot give the values of C and S leading to the highest value of α.
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Figure 9 S-N curve predicted by the modified Sendeckyj’s model on the QI − 0
and QI − 45 carbon/epoxy laminates. Only the results plotted with unfilled

markers have been used for the identification. The other results are reported for
comparison and validation

19



Acc
ept

ed
ma

nus
crip

t

100.00 101.00 102.00 103.00 104.00 105.00 106.00 107.00 108.00 109.00 1010.00
0.00

0.20

0.40

0.60

0.80

1.00

1.20

NR

σ
m
a
x

m
ea
n

(X
t)

Static results (used for identification)
Results from HBUP or fatigue test (used for identification)
Results from fatigue tests (used for validation)
Mean S-N curve
S-N curve P=0.05
S-N curve P=0.95
Fatigue limit for HBUP and VE model

Figure 10 S-N curve predicted by the modified Sendeckyj’s model on a the
[(±45)w,(04)UD,(±45)w] carbon/epoxy laminate. Only the results plotted with

unfilled markers have been used for the identification. The other results are
reported for comparison and validation
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• self-heating tests for fatigue limit determination. Self-heating tests play a key

role in determining the fatigue limit. Indeed, fatigue limit is the most expen-

sive parameter to determine experimentally because it requires high cycle and

very high cycle fatigue testing. The dissipation, determined from heat build-

up tests, is described by a non-linear viscoelastic model. The fatigue limit is

associated with stress where non-linear mechanisms become significant.

The key strength of the method presented in this article is its cost-effectiveness in the

identification process. Since the fatigue limit is determined from the results of a heat

build-up test, only a few tests are required to determine the S-N curve (see table 3).

Some static tests are performed to identify the two-parameter Weibull distribution

describing the strength and some fatigue tests (life between 103 and 5.104 cycles) to

identify the parameters C and S of the S-N curve model. The results obtained with

this approach are in quite good agreement with those obtained from fatigue tests

on a quasi-isotropic laminate.

Type of tests Number
of repe-
tition

Objective

1. Static up to failure 10 to 15 Young modulus (for the non-
linear viscoelastic model). Proba-
bilistic description of the strength

2. HBU test 1 (30 steps up to
failure with a fixed loading incre-
ment between 2 steps and a fixed
frequency)

1 Dissipation as a function of the
applied load

3. Fatigue test 1 such as the fail-
ure occurs around 103.

1 Fatigue result 1 (σ1
max,N

1
R)

4. Fatigue test 2 such as the fail-
ure occurs around 5.103.

1 Fatigue result 2 (σ2
max,N

2
R)

5. Fatigue test 3 such as the fail-
ure occurs around 104.

1 Fatigue result 4 (σ3
max,N

3
R)

Table 3 Matrix of tests necessary for a quick identification of a non-deterministic
S-N curve

The dissipation was described by a non-linear viscoelastic model. However, the

mechanisms associated with the non-linear part of the model (function called g eq.

10 in section 3.2) are not fully understood. For this reason, it seems interesting to

study in future work the mechanisms related to the increase of the dissipation of a

laminated composite beyond the purely linear viscoelastic part. In order to achieve

this goal, a correlation between experimental results and those obtained by a model

should be used. The model should be built up from different scales at which the

sources of non-linearity are progressively introduced.
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Highlights

• A link is proposed between dissipation and fatigue;

• Modelling of the dissipation in laminated composites subjected to cyclic load-

ings;

• A criterion is proposed to identify the fatigue limit based on the dissipation;

• A S-N curve is identified and extrapolated up to high cycles fatigue.
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