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Abstract 

Copper-rich sulfides are very promising for energy conversion applications due to their 

environment compatibility, cost effectiveness and earth abundance. Based on a comparative 

analysis of the structural and transport properties of Cu3BiS3 with those of tetrahedrite 

(Cu12Sb4S13) and other Cu-rich sulfides, we highlight the role of the cationic coordination types 

and networks on the electrical and thermal properties. By precession-assisted 3D electron 

diffraction analysis, we find very high anisotropic thermal vibration of copper attributed to its 

threefold coordination, with anisotropic atomic displacement parameter up to 0.09 Å2. Density 

functional theory calculations reveal that these Cu atoms are weakly bonded and give rise to 

low-energy Einstein-like vibrational modes that strongly scatter heat-carrying acoustic 

phonons, leading to ultralow thermal conductivity. Importantly, we demonstrate that the three-
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fold coordination of copper in Cu3BiS3, and in other copper-rich sulfides constituted of 

interconnected CuS3 networks, causes a hole blockade. This phenomenon hinders the 

possibility to optimize the carrier concentration and electronic properties through mixed 

valency Cu+/Cu2+, differently from tetrahedrite and most other copper-rich chalcogenides, 

where the main interconnected Cu-S network is built of CuS4 tetrahedra. The comparison with 

various copper-rich sulfides demonstrates that seeking for frameworks characterized by the 

coexistence of tetrahedral and threefold coordinated copper is very attractive for the discovery 

of efficient thermoelectric copper-rich sulphides. Considering that lattice vibrations and carrier 

concentration are key factors for engineering transport phenomena (electronic, phonon, 

ionic…) in copper-rich chalcogenides for various types of applications, our findings improves 

the guidelines for the design of materials enabling sustainable energy solutions with wide-

ranging applications. 

 

Introduction 

Over the past couple of decades, the generation of renewable and sustainable green energy has 

been at the centre of scientific attention due to the urgent need to reduce greenhouse gas 

emissions and global warming.1 In order to tackle this issue, the scientific community must 

focus on finding more sustainable, renewable, and cost-efficient materials for energy 

conversion and storage. In this regard, the family of ternary and quaternary copper-based 

chalcogenides present a rich selection of potential candidates for Earth-abundant low-toxicity 

energy materials. They have shown highly promising prospects for many energy applications, 

such as thermoelectrics (TE), thin-film solar cells, dye-synthesised solar cells, photocatalysis, 

and batteries.2–11 

Although copper-rich chalcogenides have been studied for several decades, the effects of the 

coordination types and the nature of crystal sub-lattices on both the electrical and thermal 

properties are still not fully understood. In this regard, p-type copper-rich sulfides for TE 

applications offer an attractive field of investigation to understand and clarify the effect of the 

nature of polyhedra and cationic networks on transport properties. The strategy is to find a route 

for developing, within the same matrix, two or more structural features which may enhance 

electron mobility and phonon scattering, concomitantly. Regarding electrical transport 

properties, most of copper-rich sulfides can be described as intrinsic or extrinsic (doped) 

degenerate semiconductors with metal-like conduction. This is in agreement with the concept 
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of “Cu(I)-Cu(II)” copper mixed valency,12 which forms the basis of hole doping in TE Cu-

based sulfides, with a high proportion of divalent copper being achievable. Note that, in those 

sulfides, the p-type metallic conductivity is due to charge delocalization in the tetrahedral Cu-

S framework associated with the redox couple Cu2+/Cu+, but that Cu2+ does not occur as a static 

cation, contrary to CuS.13  

Two interesting examples are tetrahedrites Cu12-xTxSb4S13 (T = Ni, Zn)14–17 and colusites 

Cu26A2E6S32 (A = Ti, V, Cr, Nb, Mo, Ta, W; E = Ge, Sn, Sb) materials18–22, which stand out for 

their TE performance— ZT approaching 1 around 700 K— because of their intrinsic degenerate 

semiconducting behavior and very low lattice thermal conductivity. However, the origin of low 

lattice thermal conductivity, kL, is very different in these two families. In colusites, the heat 

transport is mainly governed by the intrinsic structural complexity, which arises from the large 

sphalerite-derivative unit cells in which [AS4]Cu6 tetrahedral-octahedral complexes are present 

and functionalize the “Cu-S” conductive network.18–20,22–24 Order/disorder phenomena are also 

known to enhance substantially phonon scattering, while keeping high power factors.20,21,25 

Differently, in tetrahedrites, copper exhibits two different types of coordination, tetrahedral and 

triangular, and low lattice thermal conductivity was shown to originate from high anisotropic 

atomic vibrations of copper in triangular coordination.14,26–30  

Among all the thermoelectric copper-rich sulfides, the tetrahedrite family Cu12-xTxSb4S13 is, to 

the best of our knowledge, the only one that involves three-fold coordinated copper. In this 

respect, the recent synthesis of the copper-rich sulfide wittichenite Cu3BiS3 with low lattice 

thermal conductivity,31–33 which was previously studied as thin films for photovoltaic 

absorbers,34–36 appears as a very interesting route for the investigation of structural features 

(coordinations, cationic networks) governing the electronic and thermal conductivity of these 

materials. 

The present investigation on Cu3BiS3 clearly establishes that the threefold coordination of 

copper, and its strong anisotropic vibration, has a key role on the two antagonist factors, 

electrical and thermal conductivity, which govern the thermoelectric properties of the Cu-rich 

sulfides. We observe that all attempts to introduce hole carriers on the copper lattice by doping 

the Bi sites with divalent cations or by introducing vacancies on the copper sites are hindered 

due to the strong rattling of three-fold coordinated copper. In contrast, many other Cu-rich 

sulfides including tetrahedrites, in which tetrahedral coordination of copper forms a 2D or 3D 

corner-sharing framework, allows an adequate overlapping of the Cu-3d and S-3p orbitals for 

the delocalization of hole carriers in agreement with the Cu(I)-Cu(II) mixed valence, and thus 
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to finely tune the carrier concentration and electronic properties. By comparing the coordination 

forms and cationic networks encountered in Cu3BiS3, tetrahedrite Cu12Sb4S13 and other state-

of-the-art Cu-based sulfides (Figure 1), we also point to the three-fold coordination as the 

driving force for the appearance of ultra-low thermal conductivity. We also suggest that the 

Bi3+ cation, due to its 6s2 electronic lone pair (LP) which forms a weak LP-Cu bond with the 

nearest Cu+ cation, limits its large displacement with respect to the “S3” plane, compared to low 

chalcocite Cu2S. Our investigation demonstrates that the copper coordination is key for 

engineering and controlling electrical and thermal properties in copper-rich chalcogenides. 

These findings can have wide-ranging implications for the design of materials for energy 

technologies (photovoltaics, optics, thermoelectrics, batteries…), for which copper-rich 

chalcogenides are promising for their diverse functional properties. 

 

Figure 1. Plot of lattice thermal conductivity (κL) vs. maximum anisotropic atomic 

displacement parameter (Uaniso) of Cu atoms (except for Ag in AgBi3S5) of state-of-the-art Cu-

based sulfides with the cationic coordination environment.37–47 Plot of κL vs. Uiso is represented 

in Figure S1. 

 

Results and Discussion 

Structural analysis 

The X-ray powder diffraction (XRPD) pattern of pristine Cu3BiS3 after spark plasma sintering 

(SPS), recorded at room temperature (RT), is indexed with an orthorhombic unit cell of space 

group 𝑃2!2!2! exhibiting refined unit cell parameters a = 7.6642(2) Å, b = 10.4202(3) Å, and 
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c = 6.7044(2) Å. High quality Rietveld refinement (Figure 2a) is obtained by considering the 

structural model of wittichenite, Cu3BiS3, published by Kocman and Nuffield,48 where Cu, Bi 

and S atoms are located on three, one and three different 4𝑎  sites of general multiplicity, 

respectively. Moreover, the absence of non-indexed diffraction peaks suggests the formation of 

high purity Cu3BiS3 sample after SPS. The refined cell parameters and atomic coordinates of 

pristine sample are given in Table S1. To broaden the scope of the structural analysis, 

precession-assisted 3D electron diffraction (3D ED) measurements have been performed on 

four crystallites of the polycrystalline bulk sample, which present good reproducibility. Note 

that 3D ED is the only single-crystal diffraction method that can be used to study grains smaller 

than 200nm, as in our sample. The aim here is to obtain a more local approach to the crystalline 

structure of our sample, complementary to what is accessible by X-ray powder diffraction. The 

structural data determined from one 3D ED measurement are reported in Table 1 and Table 

S4, and the corresponding bond distances and bond angles are gathered in Table S5. These 

results also confirm the structural model published by Kocman and Nuffield48 and are in 

excellent agreement with the bond distances and bond angles determined from Rietveld 

refinement of the XRPD pattern. 

In Cu3BiS3, Bi is three-fold coordinated by S (CN = 3, Figure 2d). Bi-S distances (see Table 

S3 for XRPD and Table S5 for 3D ED) ranging from 2.567 / 2.568 Å to 2.614 / 2.612 Å (XRPD 

/ 3D ED) and S-Bi-S angles from 95.44° / 94.53° to 96.62° / 98.65°, lead to an average Bi-S 

distance (𝑑"#$%&&&&&&&) of 2.584 / 2.59 Å (XRPD / 3D ED) and an average S-Bi-S angle (𝛼%$"#$%&&&&&&&&&&) of 

96.00° / 95.92° (XRPD / 3D ED). These values are in fair agreement with those encountered in 

CuBiS2 (Table S3), a ternary Cu-based sulfide involving Bi3+ with a similar environment of 

sulfur49 and indicate that the local environment of Bi in Cu3BiS3 is intermediate between 

triangular and tetrahedral coordination. Note that Kocman and Nuffield48 reported an electron 

density excess in the proximity of the Bi atoms, which is most probably related to the 6s2 lone 

pair of Bi3+. Hence, in wittichenite, the coordination environment of Bi should be viewed as a 

strongly distorted tetrahedron BiS3LP where one apex is occupied by the 6s2 electronic lone 

pair of Bi3+. This structural feature is observed in other ternary Cu-based sulfides involving a 

group VA element (noted M) with an electron lone pair (i.e. As3+, Sb3+, Bi3+), and for which the 

Cu/M ratio is equal or higher than 1, such as in sinnerite Cu6As4S9,50 tennantite Cu12As4S13,51,52 

tetrahedrite Cu12Sb4S13,27,53 skinnerite Cu3SbS3,54,55 chalcostibite CuSbS2,56,57 and emplectite 

CuBiS249 (Table S3). 

In Cu3BiS3, all Cu atoms are in nearly trigonal planar coordination with S (CN = 3, Figure 2b, 

c), characterized by Cu-S distances ranging from 2.211 / 2.218 to 2.330 / 2.385 Å (XRPD / 3D 
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ED) and S-Cu-S angles ranging from 109.97° / 110.4° to 132.85° / 130.9° (XRPD / 3D ED). 

This leads to an average Cu-S distance (𝑑&'$%&&&&&&&&) of 2.274 / 2.288 Å (XRPD / 3D ED) and an 

average S-Cu-S angle (𝛼%$&'$%&&&&&&&&&&) of 119.64° / 119.7° (XRPD / 3D ED), equivalent to those 

found for the Cu atoms in triangular coordination (CN = 3) of sulfur in Cu4Bi4S9 (Table S3), 

another ternary Cu-based sulfide involving Bi3+ cations.58,59 Such type of Cu triangular planar 

coordination can also be observed in few ternary Cu-based sulfides involving a group VA 

element with a LP, and Cu/M ratio ≥ 1, such as in tennantite (Cu12As4S13),51,52 tetrahedrite 

(Cu12Sb4S13)27,53 and skinnerite (Cu3SbS3),54,55 (Table S3). Some of these phases exhibit 

intrinsically low lattice thermal conductivity due to LPs associated with elements of the group 

VA and to large anisotropic ADP for Cu atoms55,58,60–62 (See discussion on the thermal 

properties in the last paragraph).  

Estimation of the ADP parameters for Cu3BiS3 was only possible on the basis of 3D ED data 

(Table 1), which highlight large anisotropic ADP parameters for Cu atoms, particularly Cu(2), 

as illustrated in Figure 3a, 3b and 3c. This particularity is in agreement with the structure 

reported by Kocman and Nuffield using single-crystal X-ray diffraction analysis.48 As shown 

in Figure 1 (see references in the caption), large anisotropic ADP values are commonly reported 

for Cu in triangular coordination, such as in tetrahedrite Cu12Sb4S13, chalcocite Cu2S, and 

Cu4Sn7S16. Such large values, attributed from crystal chemistry and modelisation 

considerations to thermal motion of atoms (see below) in Cu3BiS3, might also reflect presence 

of static disorder such as atomic site splitting as exemplified in clathrate Sr8Ga16Ge30,63 Mo-

based cluster Ag2Tl2Mo9Se1164 or Cu4Sn7S16.65,66 Note that temperature dependence diffraction 

combined with inelastic neutron scattering experiments are currently on going in order to 

elucidate which parameter is mainly responsible of the large anisotropic ADP values in Cu3BiS3 

and will be the scope of another publication. 
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Figure 2. (a) Rietveld refinement of the XRPD data recorded at RT for Cu3BiS3 sample (λ = 

1.5406 Å) and representations of the (b) orthorhombic crystal structure of Cu3BiS3 (space group 

– 𝑃2!2!2!), (c) triangular planar environment of Cu atoms and (d) pyramidal coordination 

environment of Bi atoms. 
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Figure 3. Crystal structure representations of Cu3BiS3 highlighting the large anisotropic 

displacements of Cu atoms in (a) the unit cell, (b) the polyhedron connection around the S(1) 

atom, and (c) the triangular configuration of Cu atoms and tetrahedral BiS3LP configuration of 

Bi atom. Displacement ellipsoids are shown at the 90% probability level. Three-dimensional 

“Cu3S3” framework of Cu3BiS3: (d) Infinite corrugated layers of corner-sharing three-fold 

coordinated copper Cu(1) and Cu(2) parallel to (010) plane(red colored triangles) interleaved 

with bismuth layers (blue colored atoms), (e) Introduction of the three-fold Cu(3) (green colored 

triangles) to form the 3D “Cu3S3” framework. 
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Note that Ab initio molecular dynamics (AIMD) simulations are in very good agreement with 

the structural analysis. The Bi−S and Cu-S radial pair distribution functions (RDFs) obtained 

from NVT AIMD show a first peak centred on the experimental bond length ranges (Figure 

S4). The RDFs also indicate pronounced mobility for all atoms in the structure around their 

equilibrium positions. Indeed, the highest order peaks in the RDF fade rapidly as temperature 

increases. 

 

It is important to analyze the structural behavior of Cu and Bi separately for properly 

characterizing the relationships between the structure and the electrical/thermal properties of 

this sulfide. Cu3BiS3 exhibits a [Cu3S3] three-dimensional framework built up of corner-sharing 

triangular CuS3 groups (Figure 3d, e). Two copper atoms (labelled Cu(1) and Cu(2)) form 

infinite corrugated layers (Figure 3d) of corner-sharing CuS3 groups parallel to (010) plane. In 

those layers, each S atom is shared between two Cu+ cations. The Cu(1)/Cu(2) layers are 

interleaved with Bi3+ layers whose 6s2 LP is probably alternately up and down oriented. Note 

that each copper cation belonging to these layers is sandwiched between two bismuth cations 

of the two adjacent bismuth layers, forming interatomic Bi···Cu···Bi distances of about 3.8 Å. 

Bearing in mind that the 6s2 Bi3+ lone pair may behave as an anion, the existence of LP-

δ···Cu+···LP-δ interactions with distances of about 2.7 Å is most probable. Thus, this geometry 

explains the anisotropic rattling of the copper cations along the direction perpendicular to the 

S3 plane inside a LPS3LP cage, akin to a strongly distorted trigonal bipyramid. The third copper 

atom, labeled Cu(3) ensures the connection between two copper layers, sharing two of its apices 

with the same layer and the third one with the next layer (Figure 3e). As already discussed, the 

bismuth cations are three-fold coordinated to sulfur, forming a tetrahedron BiS3LP with their 

6s2 LP, and they are isolated from the other atoms in the structure. Finally, it is worth pointing 

out that the crystal structure consists of infinite Cu3BiS3 chains parallel to [001] which are 

linked by Cu-S bonds to form continuous sheets perpendicular to [010], as previously described 

by Kocman and Nuffield.48 The short distances, ranging from 2.61 and 2.74 Å, connect Cu(1) 

and Cu(3) atoms, making infinite chains along the c direction. Cu(2) atoms are further away 

from other Cu atoms; the shortest Cu(2)-Cu distance is equal to ca. 3 Å. 

  

Table 1. Anisotropic atomic displacement parameters (in Å2) of atoms in Cu3BiS3 from 3D 
ED 

Atom U11 U22 U33 U12 U13 U23 
Bi(1) 0.0235(7) 0.0147(7) 0.0277(6) 0.0011(6) 0.0037(6) 0.0009(8) 
Cu(1) 0.032(2) 0.038(2) 0.0305(18) 0.0128(15) 0.0033(17) 0.0057(19) 
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Cu(2) 0.089(4) 0.030(2) 0.035(2) 0.025(2) 0.007(2) 0.0066(19) 
Cu(3) 0.0292(19) 0.019(2) 0.038(2) 0.0007(14) 0.0027(15) -0.0016(16) 
S(1) 0.026(2) 0.008(2) 0.022(2) 0.001(2) -0.0105(17) -0.005(3) 
S(2) 0.024(3) 0.016(3) 0.012(2) 0.001(2) -0.0004(19) -0.0042(19) 
S(3) 0.023(3) 0.010(3) 0.025(3) 0.0024(19) -0.002(2) -0.002(2) 

 

The structural, microstructural, and chemical analyses of the pristine Cu3BiS3 sample were 

also performed by scanning and transition electron microscopy (SEM and TEM, respectively). 

As shown in Figure S5a from low-magnification TEM image, pristine Cu3BiS3 sample exhibits 

quite small and isotropic grains with typical sizes ranging between few tens of nanometres to 

200 nm. Such small grain size is typically observed in samples prepared by mechanical-alloying 

followed by SPS treatment.39,67,68 High resolution TEM (HRTEM) images obtained along two 

different directions through tilting series on the same grain are depicted in Figure S5c and S5d. 

These two HRTEM images, and related diffraction patterns (insets) can be assigned 

respectively to the [111] and [2&51&] zone axes of the orthorhombic Cu3BiS3 phase, in agreement 

with the above structural results. EDX mapping shows large zones with homogenous 

distribution of Cu, Bi, and S atoms (Figure S5b). 

SEM images of a fractured surface indicate a non-uniform grain size and fine 

microstructure (as shown in Figure S6a and S6b), as observed by TEM. Observations on 

polished surfaces (Figure S6c and S6d) confirms a good sample homogeneity and the presence 

of few secondary phase particles, with light mass probably corresponding Cu2-dS (as shown in 

round red circle and confirmed by TEM-EDS analyses (Figure S7)), which can be observed 

both in the fractured and polished surface (Figure S6b and S6d). Notably, this secondary phase 

was not detected by XRPD despite the high quality (i.e. large signal to noise ratio) of the data. 

Note that bubble-like nano cavities are observed in the SEM images and can be attributed to 

incomplete sintering and/or sulfur evaporation during SPS process. In general, this phenomenon 

can be found in sulfide-based materials, such as in aikinite-type compounds for instance.67 

Electrical properties 

The temperature dependence of the electrical resistivity (ρ) is shown in Figure S8a. The ρ(T) 

curve follows a non-degenerate semiconducting behavior with values decreasing from 130 Ω 

cm at 300 K to 0.36 Ω cm at 563 K. In the previous studies on Cu3BiS3, Wei et al. reported a 

comparable value of 140 Ω cm at RT while Adeyemi et al. measured an electrical resistivity 

value of 17.2 Ω cm at 318 K, i.e. one order of magnitude lower than our value.31,32 This is 

mainly explained by the larger grain sizes (one order of magnitude larger) in the compounds 

synthesized by Adeyemi et al. The high electrical resistivity in our sample is consistent with its 
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high Seebeck coefficient S of 800 µV K-1 at RT (Figure S8b) and relatively low hole 

concentration of 1.7×1016 cm-3. Those values attest of the relatively high purity and 

stoichiometry of our sample thanks to the synthesis approach which combines mechanical-

alloying followed by SPS, preventing heavy sulfur loss and stoichiometric deviation.67 Note 

that the phase formation of Cu3BiS3 is extremely fast (less than 30 min, Figure S2a) during 

mechanical-alloying (as described in the experimental section), and the subsequent SPS 

treatment allows to quickly complete the reaction and crystallization at relatively low sintering 

temperature.  

All attempts to hole dope Cu3BiS3 using different dopants (aliovalent substitutions (Pb, Sn, Ag, 

Ca and Sr) and cationic vacancies) and synthesis techniques failed although the structure of 

Cu3BiS3, built up of a 3D framework of interconnected CuS3 triangles, should favor an 

overlapping of the copper and sulfur orbitals and consequently hole delocalization. 

Nevertheless, a more detailed analysis of the structure shows the coexistence of two types of  

Cu-S bonds in the “Cu3S3” framework which may significantly affect the overlapping of the 

the Cu and S orbitals and consequently may prevent any hole delocalization. One indeed 

observes that this framework consists of Cu3S7 groups (Figure 3b), sharing the apices of their 

CuS3 triangles. In those groups, the central sulfur atom (S1) is linked to three Cu+ cations, while 

in the rest of the “Cu3S3” lattice, each S atom (S2, S3) is shared between two Cu+ cations. The 

hole blockade most probably also originates from the large displacements of Cu+, up to 0.3 Å 

from the center of the “S3” plane due to the strong rattling of the copper cations with respect to 

their three S neighbors. Consequently, the overlapping of the Cu and S orbitals is significantly 

weakened, hindering hole carrier exchange between two CuS3 groups. This hypothesis is 

supported by the fact that the replacement of CuS3 groups in the chalcocite by CuS4 tetrahedra 

leading to the digenite Cu1.96S structure induces the formation of high carrier concentrations.69 

In a similar way, the metastable cubic form of Cu3SbS3 consisting of interconnected CuS4 

tetrahedra can also exhibit high carrier concentration of 1020 cm-3 by doping, in agreement with 

the fact that the majority of copper is in tetrahedral coordination and does not exhibit any 

abnormally high anisotropic vibration. In a more general way, we can affirm that all the Cu-

rich sulfides, which exhibit a pure tetrahedral copper framework (i.e. group A phases with Cu/M 

≥ 1 from copper-based sulfides classification)70 are p-type conductors and can exhibit high hole 

carrier concentration by doping, as previously shown for Cu5Sn2S7,71 Cu22Sn10S32,72 Cu3SbS4,73 

Cu2SnS374  and Cu2(Fe,Zn)SnS4.75,76 In other words, these results strongly suggest that the three-

ACCEPTED MANUSCRIPT / CLEAN COPY



 12 

fold coordination of copper is detrimental to the generation and delocalization of hole carriers 

in the Cu-rich sulfides, hindering the possibility to induce the mixed valency Cu(I)/Cu(II).  

Additionally, DOS and COHP for main contacts were computed for Cu3BiS3; corresponding 

curves are sketched in Figures 4a and S9. Summing COHP values up to the Fermi level gives 

access to the contribution of a chemical bond to the distribution of one-particle energies and 

indicates the total bond strength. Those integrated COHP (ICOHP), averaged for Bi-S and Cu-

S contacts are equal to -3.01 eV and -1.58 eV, respectively. It is noteworthy to mention that 

averaged ICOHP for shortest Cu-Cu and Bi-Cu contacts are equal to -0.22 and -0.16 eV, 

respectively. This demonstrates that bonding is weak but significant between copper and 

bismuth atoms in this structure. The width of the band gap computed within DFT at PBE 

exchange and correlation level is equal to 0.8 eV. An optical band gap close to this theoretical 

value, namely around 1.2 eV, was experimentally determined from diffuse reflectance 

measurements (Figure 4b). The bottom of the conduction band is dominated by Bi atoms and 

shows significant Bi-S and Cu-S antibonding character. The top of the valence band is mainly 

composed by copper orbitals and exhibit an antibonding Cu-S character. It is noteworthy to 

mention that these bands located at the top of the valence band are overall Bi-S and Cu-Cu 

nonbonding. Analysis of the electronic charge distribution and electron localization function 

(ELF) (Figure 4c) shows the presence of charge between Bi3+ and S2−, highlighting the presence 

of directional covalent bonds between them, as well as that of a LP on the Bi3+ cations. In 

contrast, the distribution around the Cu+ cations in both charge and ELF contours is reasonably 

isotropic and spherical, showing that Cu+ has very weak electrostatic interaction with the 

environment, which support its rattling behavior. Owing to these calculations and assuming a 

rigid band model, oxidation and/or hole-doping of the title compound should strengthen the 

bonding in this structure. The electronic structures of several hypothetical compounds of 

general formula Cu3Bi2.75M0.25S3 (M = Ca, Cd, Pb, Sn, Sr) have been also studied (the 

theoretical DOS given in the Supporting Information section, Figures S10 and S11), Those 

results confirm the rigid band model, i.e. the electronic band structure is hardly affected by this 

doping, suggesting that such doping may not enhance the Seebeck coefficient. Such a hole 

blockade was also observed for monoclinic Cu2S chalcocite whose 3D Cu-S framework is built 

of corner-sharing CuS3 groups exclusively.47,77 In the same way, the monoclinic or 

orthorhombic forms of the skinnerite (Cu3SbS3) which involve interconnected CuS3 groups 

were found to exhibit a high electrical resistivity and no possibility of doping was reported so 

far for these compounds.55,61  
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Figure 4. (a) Electronic bands structure (left panel) and atom-projected electron density of 

states (right panel) of Cu3BiS3. Spin−orbit coupling has been included in the calculation. 

Hubbard U corrections are included. The top of the valence band is set to 0 eV. (b) Kubelba-

Munk transform obtained from the reflectance spectra and band gap determination taken at the 

intersection of the tangents at the absorption thresholds. (c) Contour of the ELF (left panel) and 

electron charge density (right panel) on the (010) (top) and (001) (bottom) planes. Values for 

the ELF range between 0 and 1: ELF = 0.5 (blue contour) indicates free electron behavior, and 

ELF = 1.0 (red contour) indicates perfect localization. Values smaller than 0.5 are less 

significant and usually point to small local electron densities. The scale bar for the electron 

charge density plot goes from 8.79 ´ 10-4 e/bohr3 (blue contour) to 6.61 ´ 10-4 e/bohr3 (red 

contour). 

The temperature dependence of the power factor is displayed in Figure S8c. The maximum 

value is relatively low, i.e. around 0.45 μW cm-1 K-2 at 563K, which is due to the high electrical 

resistivity and low carrier concentration. This value is comparable to those reported in some 

non-degenerate semiconductors such as Cu3SbS4 (∼1.26 μW cm−1 K−2 at 623 K),73 Cu2SnS3 

(0.2 μW cm−1 K−2, 700 K),74 and remains much lower than those of degenerate semiconductors 

Cu22Sn10S32, (9.5 μW cm−1 K−2 at 700 K),72 Cu5Sn2S7 (∼ 9.4  μW cm−1 K−2 at 700 K),71 colusite 

Cu26V2Sn6S32 (7.0 μW cm−1 K−2 at 675 K)21 and tetrahedrite Cu12Sb4S13 (∼11.9 μW cm−1 K−2 

at 725 K),78 due to their lower electrical resistivity (higher carrier concentration). Finally, the 
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reversibility of the electrical properties (electrical resistivity and Seebeck coefficient) of pristine 

Cu3BiS3 up to 563 K (five cycles from 345 K to 512 K + five cycles from 345 K to 563 K) 

indicates the thermal stability of the sample within the temperature range investigated (Figure 

S12). 

The change of slope observed in the electrical resistivity and Seebeck coefficient around 375 K 

(Figure S8a and S7b, S12a and S12b) has been attributed to a structural phase transition in 

Cu3BiS3 occurring above room temperature. Indeed, a previous study by Makovicky79 has 

highlighted that Cu3BiS3 phase exhibits a structural transition from a RT orthorhombic 

(𝑃2!2!2!) structure to an intermediate modulated structure at 391.5 K, and above 463 K, a 

transition to a high temperature (HT) polymorph (𝑃𝑛𝑚𝑎). Thermodynamic properties are also 

influenced by this structural phase transition as shown by the evolution of Cp within the 

temperature range of 325 K to 573 K (Figure S13). The abrupt change in Cp at around 373 K 

can be attributed to the phase transition from the RT to HT polymorph via an intermediate 

phase. This is also visible in the differential scanning calorimetry (DSC) study (Figure S14), 

which is comparable to the ones reported by Mizota et al.80 Above 450 K, the HT polymorph 

phase is stabilized and the compound starts to decompose above 580 K (Figure S14). 

Thermal Properties 

The pristine phase Cu3BiS3 has an extremely low lattice thermal conductivity (k » κL due to the 

negligible electronic contribution) of 0.43 W m-1 K-1 at 300 K, which decreases as the 

temperature increases to reach 0.32 W m-1 K-1 at 563 K (Figure 5a). These values are slightly 

higher than those reported by Jia et al. (0.32 W m-1 K-1 at 300 K),33 Adeyemi et al.32 (0.29 W 

m-1 K-1 at 313 K) and Wei et al.31 (0.17 W m-1 K-1 at 300 K). These differences could be the 

result of additional impurity phases and/or lower bulk sample density in these prior studies. It 

is also important to note that the samples synthesized by Adeyemi et al. exhibit grain sizes of 

several µms (200 nm in our sample) and densities of 93% (similar to our sample density) 

without any bubble-like cavities. So, it is unlikely that additional extrinsic effects suppress the 

lattice thermal conductivity in Cu3BiS3. 
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Figure 5. (a) Comparison of κL(T) curves from state-of-the-art Cu-rich thermoelectric 
sulfides14,17,21,72–74,81 with Cu3BiS3. (b) Debye−Einstein fit of Cp/T vs T2 plot and (c) Phonon 
dispersions (left) and projected phonon density of states (PDOS) (right) of Cu3BiS3.  

 

To further shed light on the ultralow kL values in Cu3BiS3, we have measured the low 

temperature specific heat (Figure S15a). We found that the plot Cp/T vs. T2 could be well fitted 

using a combined Debye-Einstein model in the temperature range of 2-33 K (Figure 5b). The 

Debye model alone is not sufficient to fit the experimental data due to the presence of weakly-

dispersive, low-energy optical phonon modes which correspond to independent or nearly 

independent atomic vibrations that can be typically modelled as Einstein oscillators. The 

Debye-Einstein model can be expressed by the following equation (1)82: 

&!
(
= 𝛾 + 𝛽𝑇) + ∑ 3𝐴*5𝜃+"7

). (𝑇))$, )⁄ . .#$" %⁄

/.#$" %⁄ $!0
';*    (1) 

The coefficient of the first term in the equation is the Sommerfeld coefficient 𝛾 and represents 

the electronic contribution, and the coefficient of the second term, β, depicts the lattice 

contribution. The third term in the equation represents contributions from the Einstein 

oscillators corresponding to the localized vibrations where the An is the spectral weight and 𝜃+" 
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is the Einstein temperature of the nth Einstein oscillator mode. A good fit of the data could be 

achieved with three Einstein modes of 𝜃+(= 24 K (17 cm-1), 𝜃+'= 54 K (37 cm-1), and 𝜃+)= 111 

K (77 cm-1) (Figure 5b, Table S6). These modes involve mainly the thermal vibrations of Cu+ 

and Bi3+, as evidence by ab initio calculations of the phonon dispersions and vibrational DOS 

of Cu3BiS3 (Figure 5c). The phonon spectrum shows features similar to those observed in other 

copper sulfides with low κL,67,72,83 with notably a low-energy manifold of optical modes 

centered at about 30 cm−1. It is also in good agreement with the recent data reported by Jia et 

al.33 The data plotted as Cp/T3 vs. T (Figure S15b) show the presence of a pronounced peak 

centred near 9 K, which originates from the excess phonon density of states induced by the 

localized, low-energy optical modes. The Debye temperature (𝛩1)	inferred from this model, 

estimated using the relation 𝛽 = 𝐶(12𝜋2𝑁3𝑘" 5⁄ ) ∙ (𝛩1)$,, is equal to 242 K. In eq.(1), C is 

defined as 𝐶 = 1 − ∑* 𝐴* 3𝑁𝑅⁄ , (N is the number of atoms per formula unit and R = 8.314 J 

mol-1 K-1 is the universal gas constant), with NA and kB being the Avogadro’s number and 

Boltzmann constant, respectively. The Debye temperature is comparable to the state-of-the-art 

low κL materials as shown in Table S7. The presence of these modes can substantially impact 

the propagation of acoustic phonons through a drastic suppression of their available phase 

space, thereby lowering κL. Furthermore, these modes can maintain three-phonon Umklapp 

scattering events to lower temperatures, suppressing the Umklapp peak in κL. 

 For further clarification, longitudinal and transverse sound velocities were measured at 

300 K and the average sound velocity was calculated using equation S1. The low average sound 

velocity of 1932 m s-1 at 300 K, which is comparable to those of other ultralow κL chalcogenides 

(Table S7), is consistent with the presence of soft bonding interaction. Moreover, the large 

Grüneisen parameter γ of 1.93, estimated from the measured sound velocities (equations S2 

and S3), is also comparable with other reported materials exhibiting ultralow κL (Table S7). In 

Cu3BiS3, κL reaches the minimum theoretical value of 0.33 W m-1 K-1 (Figure 5a), calculated 

from equation S5.84 It is noteworthy to mention that the occupation of the p-d* antibonding 

states (COHP calculation, Figure 4 and S9) would naturally destabilize the Cu-S bond strength, 

due to the decrease of the bond order. The consequence of the weak bond is the low speed of 

sound and high phonon-phonon scattering rates, which contribute to low lattice thermal 

conductivity. The connection between antibonding character and thermal conductivity has well 

been described in few earlier reports.85,86  

Intriguingly, κL shows less temperature dependency than predicted by the conventional 

T-1 law for Umklapp scattering, with κL values being essentially constant above 375 K (Figure 
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5a). Similarly, the chain-like compounds TlSe, TlInTe2, Tl3MX4 (M = V, Nb, and Ta; X = S 

and Se), AgBiTe2, AgSbTe2, and Cs3Bi2I6Cl3 have all shown such departure from the usual 

law.87–91 Theoretically, these deviations have been demonstrated to be a signature of intrinsic 

anharmonicity resulting in pronounced renormalization effects on the frequencies of optical 

phonon modes that shape the low-energy part of the vibrational spectrum of these materials. 

Further temperature-dependent inelastic neutron scattering experiments will be important to 

determine whether the low-energy optical modes in Cu3BiS3 soften upon cooling, as observed 

for instance in tetrahedrites and synonymous with a high degree of anharmonicity,92 or if the 

Cu atoms shows large static disorder similar to what has been observed in the type-I clathrate 

Sr8Ga16Ge30 for instance.93  

Discussion 

The comparison of the crystal structure and transport properties of Cu3BiS3 with those of other 

Cu-rich sulfides strongly suggests that the copper coordination plays a central role in 

determining the electronic and thermal properties of this compound. Cu-rich sulfides in which 

a pure tetrahedral coordination of copper is observed (i.e. group A phases from copper-based 

sulfides classification70: Cu3SbS4, Cu2SnS3, Cu5Sn2S7, Cu22Sn10S32 …), can be easily doped 

due to adequate overlapping of the Cu-3d and S-3p orbitals that favors the delocalization of 

hole carriers, leading to high electrical conductivity. This is in contrast with the extremely low 

electrical conductivity and hole blockade for hole carrier delocalization observed for Cu3BiS3, 

low chalcocite Cu2S and skinnerite Cu3SbS3, all of them containing three-fold coordinated 

copper exclusively (i.e. group D or group E phases from copper-based sulfides classification70). 

In the same way, comparing the temperature dependence of κL of Cu3BiS3 with those of other 

Cu-rich thermoelectric sulfides (Figure 5a) evidences that the same structures composed of 

CuS4 tetrahedra exclusively (Cu3SbS4, Cu2SnS3, Cu5Sn2S7, Cu22Sn10S32) have significantly 

larger κL compared to Cu3BiS3. This is illustrated by the famatinite Cu3SbS4, which exhibits an 

ordered sphalerite network leading to very weak anisotropic thermal displacement of cations 

(Tables S9 and S10, Figure S16). In this compound, all cations are in tetrahedral coordination 

with average bond angles αH values equal to 109.5° (Table S11) indicating sp3 hybridization of 

valence electron orbitals in agreement with the formal charges Cu+ and Sb5+. 

From the above considerations, it appears that the coexistence of three-fold coordinated and 

tetrahedral copper within the same crystal structure in controlled proportions is very attractive 

for the conciliation of the two antagonist factors, electrical and thermal conductivity, which 
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govern the thermoelectric properties of Cu-rich sulfides. In this respect, the thermoelectric 

tetrahedrite Cu12Sb4S13 deserves a particular attention.14–17 This sulfide exhibits an electrical 

conductivity similar to those of pure tetrahedral Cu-rich sulfides and a lattice thermal 

conductivity intermediate between those of pure tetrahedral and pure three-fold Cu3BiS3 

sulfides (Figure 5a), leading to attractive thermoelectric characteristics. The analysis of its 

crystal structure shows that the Cu12S13 network consists of two copper sub-lattices, labelled 

Cu(1) and Cu(2), formed by an equal number of copper cations (Figures 6a and 6b). The Cu(1) 

sub-lattice framework is built up by corner-sharing Cu(1)S(1)4 tetrahedra and can be described 

as a copper-deficient sphalerite “Cu6□6S12” structure with large intersecting tunnels running 

along the <110> and the <111> directions (Figures 6c  and 6d). Due to its similarity with the 

sphalerite derivatives, the geometry of this tetrahedral framework allows a perfect overlapping 

of the Cu(1)-3d and S(1)-3p orbitals, which explains the high electrical conductivity of this 

material and its doping ability. One indeed observes for this framework very small anisotropic 

thermal displacements parameters of Cu(1) atoms and longer interatomic distances (Tables S12 

and S13), similar to those observed in Cu3SbS4 (Tables S9and S10). 
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Figure 6. (a) and (b) crystal structure representation along the [010] direction of the Cu(1) and 

Cu(2) sub-lattice frameworks, respectively, highlighting the tetrahedral coordination of Cu(1) 

atoms and the three-fold coordination of Cu(2) atoms in tetrahedrite Cu12Sb4S13. (c) and (d) 

crystal structure representation of the copper-deficient sphalerite “Cu6□6S12” framework (i.e. 

Cu(1) sub-lattice framework) in tetrahedrite Cu12Sb4S13 along the [110] and [111] direction, 

respectively, highlighting large triangular tunnels along these directions where are located Sb, 

Cu(2) and S(2) atoms. For sake of clarity, atoms Cu(2) and S(2) were not represented in (a), 

(c), and (d). Displacement ellipsoids are shown at the 90% probability level. 

As in Cu3BiS3, the Cu(2) cations in Cu12Sb4S13 exhibit a three-fold coordination. However, the 

Cu(2)S3 groups do not give rise to a 2D or 3D framework by sharing their apices but form 

isolated Cu6S13 units whose central S(2) atom is shared between six Cu(2)S(1)2S(2) groups 

(Figures 6b, 7a and 7b). The Cu6S13 units are in the <111> tunnels of the copper-deficient 

sphalerite “Cu6□6S12” framework (Figures 6c and 6d) and form columns along this direction 

(Figure 7c). Note that the Cu6S13 units, formed exclusively of Cu(2) cations, share the 12 S(1) 
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apices of their Cu(2)S(1)2S(2) groups with the Cu(1)S(1)4 tetrahedra of the “Cu6□ 6S12” 

framework. As a consequence, the anisotropic rattling of copper cations perpendicular to the 

“S3” plane is limited to the Cu(2) atoms located inside of the <111> triangular columns of the 

copper-deficient sphalerite “Cu(1)6□6S12” framework (Figure 7d). Similar to Cu3BiS3 (Table 

1), a large anisotropic ADP is observed for Cu(2) position in the perpendicular direction of the 

triangular plane with Cu(2)-S interatomic distances shorter than Cu(1)-S ones (Tables S12 and 

S13). Nevertheless, in contrast to Cu3BiS3, the copper rattling is not extended over all the 3D 

frameworks. Hence, the influence of the crystal structure of tetrahedrite Cu12Sb4S13 on the 

lattice thermal conductivity can be viewed as intermediate between that of famatinite Cu3SbS4 

and that of wittichenite Cu3BiS3. 

Moreover, as in Cu3BiS3, Cu12Sb4S13 contains a lone pair of electrons with the 5s2 electron 

configuration of Sb3+, leading to a tetrahedral SbS3LP coordination. This cation is sandwiched 

between two Cu6S13 units (Figure 7c), and consequently, may also influence the rattling of 

copper along the <111> directions, as suggested by the orientation of the main axis of Cu atoms 

ellipsoids directed toward the vacant apex of the pseudo-tetrahedron where the lone pair 

electrons is expected to be localized (Figure 7b). Nevertheless, contrary to state-of-the-art 

“lone-pair compounds”,94–97 the Bi3+ 6s2 LP in Cu3BiS3 cannot be considered itself as 

significantly responsible for the extremely low thermal conductivity in Cu3BiS3. Indeed, 

according to Skoug et al.98, the average bond angles 𝛼& value of Bi in Cu3BiS3 (96.00° from 

XRPD and 95.92° from 3D ED, CN = 3) should lead to a lattice thermal conductivity value 

much higher than that determined experimentally (i.e. between 1.0-1.5 instead of 0.43 W m-1 

K-1, according to Skoug et al.98) (Figure S18) 

Finally, it is worth pointing out that the presence of a LP cation is not necessary to induce a 

three-fold coordination of copper. This is illustrated in the low chalcocite Cu2S structure (space 

group 𝑃2!/𝑐 )47 containing CuS3 groups exclusively, and showing in a similar way, large 

anisotropic atomic displacement parameter for Cu. Importantly, the values of lattice thermal 

conductivity of 0.43-0.29 W m-1 K-1, observed by Tang et al. in the temperature range of 300-

380 K46 for this compound, also strongly support our above statement that the presence of a LP 

cation such as Bi3+ or Sb3+ is not a necessary condition for the appearance of ultralow thermal 

conductivity in those Cu-rich sulfides. Nevertheless, a full understanding of the correlation 

between lattice dynamics, static disorder, and thermal conductivity in Cu3BiS3 will require 

further experimental and theoretical investigations. 
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Figure 7. Representation in tetrahedrite Cu12Sb4S13 of (a) the Cu6S13 unit formed of six 

Cu(2)S(1)2S(2) groups sharing only the central S(2) atom and surrounded by eight SbS3LP 

tetrahedra, (b) the Cu6S13 unit highlighting the large anisotropic displacements of Cu(2) atoms 

perpendicularly to the S(1)2S(2) triangular plane and pointing to the vacant apex of Sb3+ pseudo-

tetrahedron where the lone pair of electrons is expected to be localized, (c) alternatively 

stacking of Cu6S13 units with SbS3LP tetrahedra along the [111] direction highlighting the 

isolated nature of the Cu6S13 units, and (d) the highly isotropic displacements of Cu(1) and Sb 

cations in (pseudo-)tetrahedral coordination and the large anisotropic displacement of Cu(2) in 

three-fold coordination. Displacement ellipsoids are shown at the 90% probability level. 

 

Conclusion 

The present detailed study of Cu3BiS3 and the comparison with the tetrahedrite Cu12Sb4S13 and 

other copper-rich sulfides clearly show that the copper coordination is a key factor for 

engineering the transport properties and optimizing the thermoelectric properties. The 

extremely low electrical conductivity of this sulfide, as well as those of the low chalcocite Cu2S 

and skinnerite Cu3SbS3, and their blockade for hole carrier delocalization, originate from the 
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three-fold coordination of copper. This is in contrast with many other Cu-rich sulfides, whose 

tetrahedral coordination of copper, forming a 2D or 3D corner-sharing framework, allows an 

adequate overlapping of the Cu-3d and S-3p orbitals for the delocalization of hole carriers in 

agreement with the Cu(I)-Cu(II) mixed valence, enabling to accurately tune the carrier 

concentration and electronic properties. In contrast, the three-fold coordination of copper favors 

anisotropic thermal vibrations that are associated with low-energy optical phonon modes, and, 

consequently, is a trump for the appearance of ultra-low thermal conductivity. Importantly, the 

presence of cations with LPs, such as Bi3+ or Sb3+ appears as a crucial factor for the stabilisation 

of the structure, and the proximity of this electronic LP, acting as an anion, with respect to 

three-fold coordinated Cu+, may modulate the intrinsic thermal vibrations of Cu for optimizing 

the thermal conductivity. In conclusion, the realization of mixed frameworks involving the 

coexistence of two different types of polyhedra for copper (three-fold and tetrahedra) within 

the same matrix is a very attractive line of research to pursue for the discovery of efficient 

thermoelectric copper-based chalcogenides. This specific feature, described in high ZT 

tetrahedrite Cu12Sb4S13, has been recently reported in Cu2ZrS3, a 2D structure without LP 

cation, and exhibiting extremely low lattice thermal conductivity.99 Considering that copper-

rich sulfides are also widely investigated for various applications and that thermal, electrical, 

but also mechanical and ionic properties of solids are closely related to atomic displacements 

and/or carrier concentration, we expect our findings to have wide materials-development 

implications. 
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