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Single-shot all-optical helicity-independent switching (AO-HIS) induced by a femtosecond laser pulse has
been mainly reported in gadolinium-based rare-earth (RE)–transition-metal alloys such as GdFeCo or GdCo, but
the mechanism leading to magnetization switching is a hotly debated topic. Here, we elaborate on a large number
of GdyRE1−x−yCox (RE = Dy, Tb, Ho) alloys to tune various magnetic parameters in order to define what the
criteria are for observing AO-HIS in such systems. The state diagrams show that two laser-fluence thresholds
must be considered: the fluence which induces the single laser-pulse switching (Fswitch) and the fluence at which
the material breaks into a multidomain state (Fmulti). Those two fluences are shown to behave very differently
as a function of the material properties and the laser-pulse duration. The criterion to ensure the observation of
AO-HIS is Fmulti > Fswitch. Taking into account the parameters defining the conditions for which multidomain
states are created and considering only the angular momentum transfer from the Gd sublattice to the rest of
the system explains in large our experimental results. The importance of the compensation in the ferrimagnetic
alloys is also discussed. We believe the defined criteria will be an important tool for designing ultrafast spintronic
devices based on all-optical switching.

DOI: 10.1103/PhysRevB.109.094412

I. INTRODUCTION

As a powerful way to sense, store, and process digital in-
formation, magnetics-based technologies [1–3] undoubtedly
promote the development of modern society. Controlling and
manipulating magnetic configurations with simultaneously
higher-energy efficiencies and at shorter timescales is not
only a new challenge, but also an urgent issue for evolving
information technology [4,5]. As the fastest external stim-
ulus, the use of light is a promising approach to enhance
the speed of data processing. As a prominent technique
of light-induced magnetic manipulation, single-shot ultra-
fast all-optical helicity-independent switching (AO-HIS) [6]
is of crucial importance for generating smaller, faster, and
more energy-efficient information technology. AO-HIS tak-
ing place on a picosecond timescale has been demonstrated
experimentally in a rather limited number of materials. It
was first observed in gadolinium–transition-metal (Gd-TM)
alloys (GdFeCo or GdCo) using a femtosecond laser pulse
without any applied magnetic field [7–11]. In those heavy
rare-earth–transition-metal (RE-TM) ferrimagnetic alloys, the
magnetization of the TM sublattice is antiferromagnetically
exchange coupled to the magnetization of the RE. Conse-
quently, at certain compositions, a compensation temperature
exists at which the net magnetization of the alloy is zero.
Recently, breakthrough experiments have shown that single

*weisheng.zhao@buaa.edu.cn
†stephane.mangin@univ-lorraine.fr

laser-pulse switching can be achieved in multilayer structures
including Gd/Co [12], Tb/Co [13] synthetic ferrimagnets, or
the rare-earth-free Heusler alloy Mn2RuxGa [14]. Note that
single-pulse switching in Tb/Co presents a very different
switching mechanism, which is not ultrafast and shows a very
different state diagram [15].

Single-pulse, ultrafast AO-HIS has been observed only
in alloys and multilayers where two magnetization sublat-
tices are antiferromagnetically coupled. Furthermore, with
the known exception of Mn2RuxGa [14], the presence of
gadolinium and an alloy concentration close to compensation
is required. Indeed, in case of GdFeCo or GdCo alloys, sev-
eral experimental and theoretical works have demonstrated
that AO-HIS was possible only for a limited composition
range around the compensation point [6,9,16–18]. Note that
AO-HIS for TbCo alloys was predicted but has never been
demonstrated [19]. This limits the range of materials which
can be used for possible all-optical data storage applications.
Moreover, it is still not clear (i) if we can reduce or remove
Gd in the RE-TM alloys and still observe AO-HIS and (ii) if
being close to compensation is the main material criterion for
observing AO-HIS as suggested by the theories [6,18], or if
other criteria must be met?

Fortunately, exploring the parameter spaces, such as mate-
rial properties and laser-pulse characteristics (fluences F and
pulse durations τ ) for the observation of AO-HIS, is helpful
to determine the criteria to be fulfilled to observe ultrafast,
single-pulse AO-HIS. The effect of the above parameters on
AO-HIS are summarized by building state diagrams showing
the final magnetic state of the sample after a single laser
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FIG. 1. (a) Mapping of the magnetic states after one single ultrashort laser pulse with 50-fs duration as a function of the Gd and the Co
concentration for 10-nm-thick GdyRE1−x−yCox samples with RE = Dy. Depending on the concentrations, three regions can be defined as in
plane, AO-HIS, and multidomain states. The vertical pink dashed line represents the compensation concentration. The two solid arrows are a
guide to the eyes between AO-HIS and multidomain states. (b) Summary of the Co composition range (�x) and minimum Gd compositions
needed to observe single short laser pulse AO-HIS for various studies (Davies [9], Wei [16], and Ceballos [24]).

pulse as a function of F and τ . As described by Wei et al.
[16], the state diagram for AO-HIS is shown to have a trian-
gular shape, and three quantities corresponding to the three
edges of this triangle can be determined and discussed. F min

switch
is the minimum fluence at which AO-HIS can be observed
(usually for the shortest pulse duration), Fmulti is the fluence
defining the transition from AO-HIS to a multidomain state
(almost independent of the pulse duration), and τmax is the
maximum pulse duration for which AO-HIS can be observed.
Gorchon et al. [20] demonstrated that τmax can be as long
as 15 ps in GdFeCo. This challenged the accepted driving
mechanism, being the ultrafast angular momentum transfer
between RE and TM sublattices, since the initial experiments
for AO-HIS used ultrashort (∼100-fs-long) optical pulses.
Later, Davies et al. [9], by modeling the ferrimagnet as two
coupled macrospins, and Jakobs et al. [6] using an atomistic
spin dynamics model, were able to reproduce that a large
τmax works for AO-HIS only if the alloy composition is close
to compensation. However, all those studies have only been
carried out for GdFeCo alloys, leaving the development of the
state diagrams of other GdRECo alloys, such as RE = Dy, Tb,
Ho, largely undocumented. This has also significantly limited
our ability to establish a full criterion for AO-HIS observation.

In this work, we have grown series of 10-nm-thick
GdyRE1−x−yCox thin-film alloys (RE = Dy, Tb, Ho) in order
to determine the influence of composition on AO-HIS. We
could first demonstrate AO-HIS for a much larger range of
Co and RE concentrations than those seen in pure GdCo
or GdFeCo alloys. The possibility to introduce rare earth
such as Dy, Tb, and Ho in the alloys allows to increase the
magnetocrystalline anisotropy and consequently increase the
thermal stability of potential devices. Moreover, the amount
of Gd needed to observe AO-HIS could be as low as 1.5%.
We demonstrate that the characteristic Fswitch versus τ and
Fmulti versus τ extracted from triangular state diagrams for
AO-HIS vary differently with the alloy’s magnetic parameters

such as Ms (saturated magnetization), Jeff (effective exchange
coupling), Ku (magnetocrystalline anisotropy constant), and
the amount of Gd. We could then define the criteria needed to
be fulfilled to observe AO-HIS. We could demonstrate why
in many cases being close to compensation is essential to
observe magnetization switching under a single femtosecond
laser.

II. EXPERIMENTAL RESULTS

Figure 1(a) shows the whole series of GdyDy1−x−yCox

alloys we studied in this work, with x varying between 61
and 80%. In this work, we mainly focus on the samples with
perpendicular magnetic anisotropy (PMA) as our experimen-
tal optical setup allows the measurement of the out-of-plane
magnetization component. Among the samples with PMA,
two kinds of magnetic states can be distinguished after excita-
tion by a single femtosecond laser pulse, i.e., the multidomain
state represented by the dark-red region, and the determinis-
tically switched state in blue marked within the white line.
Note that for a few Gd-rich samples located in the red re-
gion, the magnetization is in plane, the orientation of which
our experimental setup does not allow us to observe. For all
the GdyDy1−x−yCox and GdyHo1−x−yCox alloys samples, a
very similar mapping is observed, as shown in Figs. S1(a)
and S1(b) in Note 1 of the Supplemental Material [21]. For
GdyDy1−x−yCox alloys, the concentration of Co (x) and Gd
(y) allowing AO-HIS covers from x = 63% to x = 78%, and
y = 1.5% to y = 26%. The engineering of RE-TM alloys with
a large enough compositional window showing AO-HIS is
highly desirable since the magnetic properties (Ms, Ku, Tc)
can then be selected more decisively [22,23]. In Fig. 1(b), we
summarized the range of Co compositions, and the minimum
Gd compositions needed to show AO-HIS. By introducing
other rare-earth elements Tb/Dy/Ho, the windows of Co con-
centrations (�x) showing AO-HIS is �x = 17%/15%/15%,
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FIG. 2. Static magnetic properties of 10-nm GdyDy1−x−yCox films. (a), (b) Normalized magneto-optical Kerr effect (MOKE) as a function
of the magnetic field H applied perpendicular to the film plane, with x = 72 and 74%, respectively. The hysteresis loops are inverted for (a)
and (b), demonstrating that the magnetization compensation is obtained for a Co concentration between 72 and 74% for all Gd concentration.
(c), (d) Mapping of the coercivity and the saturated magnetization as a function of Gd and Co concentration. Dots indicate measured data.

respectively, which is much larger than that for pure GdCo
alloys (2%), and even larger than that in GdFeCo alloys (5%)
reported by Wei [16] and Davies et al. [9]. Moreover, we
found that a minimum Gd composition around 1.5% is enough
to sustain the AO-HIS in GdyRE1−x−yCox alloys, a value
lower than the results in GdTbCo alloys reported previously
by Ceballos et al. [24].

A. Samples’ magnetic properties

The magnetization of the samples, namely glass/Ta(5
nm)/Pt(3 nm)/GdyRE1−x−yCox (10 nm)/Pt(5 nm) has been
measured by applying a field perpendicular to the film plane
to determine if the sample magnetization is in plane or out of
plane [Fig. 1(a)]. Figure 2(a) shows the hysteresis loops ob-
tained using the magneto-optic Kerr effect (MOKE) at room
temperature with a magnetic field applied perpendicular to
the film plane for various GdyDy1−x−yCox alloys when x =
72%. These square loops with 100% of remanence indicate a
well-defined strong PMA of the samples. As compared with
that for x = 72% in Fig. 2(a), the polarity of the hysteresis
loops in Fig. 2(b) shows a reversed sign at concentration
value of x = 74%. Given that the MOKE technique senses

predominantly the Co subnetwork, the change of the signal’s
polarity suggests the magnetization compensation point xcomp

is between x = 72 and 74% at room temperature, whatever
the Gd concentration. This is consistent with the results in
Fig. 1(a), where the boundary between Co-dominant and
RE-dominant samples is around x = 72%. Usually, the net
magnetization approaches zero and the coercivity diverges
at the magnetization compensation point [25]. In Figs. 2(c)
and 2(d), a color scale from red to blue allows us to map
the evolution of the coercivity (Hc) and saturation magneti-
zation (Ms) as a function of the Co and Gd concentration in
GdyDy1−x−yCox. This demonstrates that the magnetic prop-
erties can be strongly affected by compositional changes.
Obviously, the maximum coercivity and minimum saturation
magnetization of GdyDy1−x−yCox occurs around x = 72%,
simultaneously. The presence of a shaded region highlights
the compensation concentrations in these alloys in Figs. 2(c)
and 2(d). Very similar behavior is observed for Tb- and Ho-
based GdyRE1−x−yCox alloys. Even though the magnetization
of those alloys reaches zero between x = 72 and 74%, the
coercivity increases by replacing the Gd with one of the
other rare earths. This is certainly due to the fact that the
magnetocrystalline anisotropy Ku is higher when Gd (an S
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FIG. 3. Single-pulse all-optical magnetization toggle switching and construction of AO-HIS state diagrams. (a) Sketch of the MOKE
microscopy setup using single femtosecond laser-pulse excitations. HWP: half wave plate; P: polarizer; A: analyzer; LED: light-emitting
diode; CCD: charge-coupled device. (b) Magneto-optical images of 10-nm GdyDy1−x−yCox alloys with x = 72% and y varying from 1.5 to
23% after exposure to a sequence of single linearly polarized laser pulses with a pulse duration of τ = 50 fs and a fluence F = 3.2mJ/cm2. (c)
Magneto-optical images of 10-nm GdyDy1−x−yCox alloys with x = 72%, y = 23%, after exposure to a single linearly polarized laser pulse with
various pulse durations (τ ) and laser fluences (F). (d) Details of the state diagram constructed for Gd23Dy5Co72: switching fluence Fswitch (solid
black dot) and multidomain fluence Fmulti (open black dot) as a function of the pulse durations (τ ). Three regions are defined by the evolution of
Fswitch (τ ) and Fmulti (τ ): switching, no switching, and multidomain states. F min

switch, k, and τmax are defined by assuming Fswitch (τ ) = kτ + F min
switch

and Fswitch (τmax) = Fmulti (τmax).

ion) is replaced by another RE (Tb, Dy, or Ho). In those
GdyRE1−x−yCox alloys, the Curie temperature, Tc, and conse-
quently the effective exchange coupling Jeff , increases when
the Co concentration increases [22,23]. Furthermore, for a
constant Co concentration, Tc will be higher for GdCo alloys
than for TbCo alloys, which will in turn have higher Tc s than
DyCo alloys and so on for HoCo alloys. In conclusion, with
the three-sample series of GdyTb1−x−yCox, GdyDy1−x−yCox,
and GdyHo1−x−yCox alloys we will be able to tune parameters
such as Ms, Tc, Jeff , and Ku, and study their effect on the
observed AO-HIS behaviors.

B. Single-shot AO-HIS in GdyRE1−x−yCox alloys

The experimental setup used to study single-shot AO-HIS
is sketched in Fig. 3(a). Pictures are taken before and after
each laser shot, to allow for a background image correction.
The contrast is given by the magnetization projection along
the direction perpendicular to the film plane. To ensure a well-
defined initial state, the film is saturated using an external field
whose exact value depends on the coercivity of the samples.
We estimate that the picture is taken 1 s after the laser pulse.

In Figs. 3(b)–3(d), we focus on GdDyCo samples near the
compensation point (xcomp), i.e., GdyDy1−x−yCox, with x =
72%, while y varies from 1.5 to 23%. A toggle-magnetization
switching similar to the one observed for GdCo alloys is
shown in Fig. 3(b) after five subsequent laser pulses with
laser fluence F = 3.2 mJ/cm2. Interestingly, deterministic
reversal is achieved, even when the Gd concentration is as
low as 1.5% (as much as 26.5% of Dy). The same result
is obtained for Tb and Ho as shown in Fig. S2, where
similar toggle-magnetization switching is also recorded for
both GdTbCo74 and GdHoCo72 alloys. Here, the maximum
concentrations of Tb (24.5%), Dy (26.5%), and Ho (26.5%)
allowing for AO-HIS in GdRECo alloys are higher than the
previously reported value of 18% for Gd4Tb18Co78 [24]. As
one can see from Fig. 1(a), the minimum value of y (Gd
concentration) has to be increased gradually to observe the
switching when x (Co concentration) is moving away from
the xcomp. In addition to the demonstration of the minimum
Gd concentration needed to show AO-HIS, the minimum
Co concentrations to sustain AO-HIS are 65, 63, and 61%,
for GdyTb1−x−yCox, GdyDy1−x−yCox, and GdyHo1−x−yCox,
alloys, respectively. The corresponding magneto-optical
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FIG. 4. Evolution of AO-HIS state diagrams for a 10-nm GdyDy1−x−yCox alloy sample. (a) Evolution of the magnetic-state diagrams for
various Gd concentrations while the Co concentration is kept constant at x = 72%, GdyDy0.28−yCo0.72. The parameters Fswitch, Fmulti, and k are
extracted from (a) and Figs. S4(a) and S4(b), as a function of Gd and Co concentrations, (b) for a constant Co concentration equal to 72%, (c)
for a constant Gd concentration equal to 18%, and (d) for a constant Dy concentration equal to 13%. The dashed lines in (c) and (d) correspond
to the compensation point.

images after five subsequent laser pulses are shown in Fig. S3
for Gd26Tb9Co65, Gd23Dy14Co63, and Gd26Ho23Co61, where
one can see a clear toggle-magnetization switching. See the
Appendix.

C. AO-HIS state diagrams as a function of the Gd, RE
(Tb, Dy, or Ho), and Co concentrations

In this section, the state diagrams showing the magnetic
states achieved after a single laser pulse as a function of
pulse duration and fluence is investigated carefully, in order
to optimize the laser parameters and the energy needed to
induce magnetic switching. We start with the Gd23Dy5Co72

sample, in which a large amount of Gd guarantees AO-HIS
for a relatively large region of fluence. Figure 3(c) shows the
images obtained for various laser fluences with pulse duration
ranging from 50 fs to 5 ps. At first glance, the window of laser
fluence allowing magnetization switching strongly depends
on the pulse duration. At the shortest pulse duration τ = 50 fs,
this fluence window is the widest, narrowing as the pulse
duration increases.

The state diagram in Fig. 3(d) is built by gathering the
values of the threshold fluence (F) and pulse duration (τ ) at
which AO-HIS [ Fswitch (τ ) ] and multidomain state [Fmulti(τ )]

are observed, indicated by solid black dots and open dots,
respectively. Since Fswitch (τ ) and Fmulti (τ ) evolve linearly
with τ , the state diagram is then defined by two (red) lines.
When the laser fluence used is lower than Fswitch (τ ), the
system does not respond to the laser pulse and there is no
switching. This corresponds to the pink region in Fig. 3(d).
When the fluence is larger than Fmulti (τ ), a multidomain state
is created after the pulse, showing no AO-HIS effect. By a
first approximation, Fmulti is independent of the pulse duration,
while Fswitch (τ ) increases linearly with τ . We could then
use Fswitch (τ ) = kτ + F min

switch, where F min
switch is the minimum

fluence needed to switch, experimentally obtained for the
shortest pulse duration (τ = 50 fs). Fswitch (τ ) and Fmulti (τ )
then define the gray triangular area showing AO-HIS. τmax is
therefore given by Fswitch (τmax) = Fmulti (τmax) and defines
the maximum pulse duration above which AO-HIS cannot be
observed, whatever the fluence. τmax is then defined by three
parameters: the slope k, F min

switch, and Fmulti.
The evolution of the state diagram as a function of the

Gd concentration (as well as the concentration of Dy) when
the Co concentration is fixed to 72% is shown in Fig. 4(a).
All the state diagrams share a similar shape and we can
still consider that Fswitch (τ ) evolves linearly with τ, whereas
Fmulti is constant. For fixed 72% Co concentration, when
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FIG. 5. Evolution of Fmulti, Fswitch, and Ms as a function of the
Co compositions for a 10-nm GdDyCo alloys, with a constant Gd
concentration equal to 18%. Fmulti and Fswitch, are extracted from the
AO-HIS experiments using a 50-fs pulse duration.

decreasing the amount of Gd, the maximum pulse duration
τmax and the fluence range at which AO-HIS is observed
shrinks. Figure 4(b) quantitatively presents F min

switch, Fmulti, and
k as a function of the Gd (Dy) concentrations derived from
the state diagrams in Fig. 4(a). By increasing the amount of
Gd, F min

switch decreases, whereas Fmulti and k increase, increasing
τmax. In Figs. S4(a) and S4(b), the evolution of the shape of
state diagrams as a function of Co concentrations for constant
Gd and Dy is presented. For details, please refer to the descrip-
tions in Note 4 of Supplemental Material [21]. Based on these
state diagrams, we could extract the evolution of F min

switch, Fmulti,
and k in Figs. 4(c) and 4(d) when the concentrations of Gd and
Dy are fixed, respectively. In Fig. 4(c), one can see that F min

switch
increases as the Co concentrations increases, while the slope
k decreases. Fmulti exhibits a peak close to the compensation
concentration.

D. Criteria to observe AO-HIS—influence of magnetic and laser
parameters

From the above results, the obvious criterion to ob-
serve AO-HIS is to have Fswitch (τ ) < Fmulti (τ ). It is true
when changing the material concentrations [for example, in
Figs. 4(c) and 4(d)] but also when increasing the pulse dura-
tion [Figs. 3(c) and 3(d)]. This is nicely evidenced in Fig. 5,
where the evolution of Fswitch, Fmulti, and Ms as a function
of Co concentration is shown for a fixed Gd concentration
(∼18%) and for a pulse duration τ = 50 fs. The evolution
of Fmulti is not monotonic and depends strongly on the alloy
concentration. It is a maximum at the compensation point
where Ms is minimum (∼50 emu/cm3), indicating an inverse
relationship between Ms and Fmulti. On the other hand, Fswitch

is varying monotonically with the Co concentration. Fswitch

does not seem to be affected by the compensation concentra-
tion, suggesting that compensation is not required and is not
helping AO-HIS; however, it increases Fmulti, which allows for
the fulfillment of the Fswitch < Fmulti criterion.

Let us now try to explain the evolution of F min
switch

(τ ) and Fmulti (τ ) and consequently determine what the

requirements are to observe AO-HIS. Starting with Fmulti (τ ),
we know that PMA samples tend to break into domains due
to the dipolar field [26–29]. From Refs. [27] and [28], we
can define a dimensionless parameter � = D0

t , where t is
the sample thickness and D0 = ε

Edem
is the dipolar length.

ε = 4
√

KJ is the domain-wall energy per surface unit and
2πM2

s is the demagnetizing energy per unit volume. As dis-

cussed in Refs. [27] and [28], if � = 2
√

KuJeff

πM2
s t is small, the

system will easily break into small domains and Fmulti will be
small, whereas if � is large, the system will tend to stay satu-
rated in large domains and Fmulti will be bigger. Consequently,
Fmulti depends on Ku, Tc, Ms, and t .

If we consider Fswitch, most of the results described above
can be understood by considering the switching as the action
of the spin current generated by the demagnetization of the
Gd sublattice only ( j = dMGd

dt ) transferring its angular mo-
mentum to the rest of the system when reaching the ordering
temperature of the sample (Tc) in accord with Ref. [30]. This
hypothesis is based on the results obtained in Gd-based sys-
tems [31–33] and the model developed by Remy et al. [34] for
Gd-based spin valve structures. This agrees with the results
obtained by Choi [35] suggesting the spin current generated
by the Gd sublattice can interact with the transition metal
when the latter is demagnetized. The Fswitch threshold fluence
will be reached when enough spin current is generated and
when the spin temperature of the alloy is close enough to
Tc. In those conditions, to reduce Fswitch, one needs some
combination of an increase to the Gd concentration (yGd) or
a decrease to the pulse duration, Tc, or thickness of the layer,
t . Consequently, Fswitch depends on yGd, τ , Tc, and t. There are
certainly two other threshold fluences which would have to
be considered: the one for which the sample is demagnetized
for a long period of time, also resulting in a multidomain
state, and the one which will damage the sample or change
its magnetic properties.

In the rest of this paper, we will check if the criteria
[Fswitch(τ ) < Fmulti(τ )] and the expected evolution of Fswitch

(τ ) and Fmulti (τ ) can explain the behavior of the 300 sam-
ples involved in the present study. The layer thicknesses of
the sample have been kept constant; however, all the other
magnetic parameters (Ms, Ku, Jeff ) mentioned above have been
tuned by changing the alloys’ concentrations and the nature of
the rare earth (Tb, Dy, or Ho).

Let us consider the study presented in Fig. 5 obtained from
a series of 10-nm-thick GdDyCo alloys, with a constant Gd
concentration around 18% using a τ = 50-fs pulse duration
(i.e., t , yGd are kept constant). From the above discussion
Fswitch should only depend on Tc and Fmulti on Ku, Tc, and Ms.
The monotonical increase of Fswitch with the Co concentration
can then be understood by the fact that Tc increases with the
Co concentration. The maximum value of Fmulti at compen-
sation can be explained by the minimum value of Ms at this
point. We can then argue that the evolution of Ku and Jeff have
little influence on Fmulti as they only weakly vary compared to
Ms and because, in the above expression of �, Ms is present
at a power of 2, whereas Ku and Jeff are at a power of 1/2.
From Fig. 5, we can clearly conclude that if AO-HIS cannot
be observed for concentration larger than 78% and smaller
than 63%, it is because for those cases Fswitch (τ ) > Fmulti (τ ).
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FIG. 6. Mapping of laser parameters allowing for optical magnetization switching as a function of the Gd and Co concentration for a
10-nm GdDyCo alloy. (a) The threshold laser fluence to observe multidomain state Fmulti (b) The threshold laser fluence to observe AO-HIS
Fswitch, (c) the maximum pulse duration to observe AO-HI τmax, and (d) k, the slope describing the dependence of Fswitch on pulse duration. The
dashed lines correspond to the compensation composition of the alloys. Dots indicate measured data.

Considering that the two threshold fluences can be written
as follows: Fswitch (τ ) = kτ + F min

switch and Fmulti (τ ) = con-
stant, Fig. 6 shows the evolution of the four parameters Fmulti,
F min

switch = Fswitch (50 fs), k and τmax as a function of the Co
and Gd concentrations. From Figs. 6(a), 4(c), and 4(d) one
can clearly see that Fmulti is dominated by the value of the
alloy’s net magnetization, which leads to a maximum value
at compensation. We mentioned that Fmulti (τ ) is almost in-
dependent of the pulse duration τ but some state diagrams
show a small decrease of Fmulti when increasing the pulse
duration. This could be explained by the fact that for a given
fluence, the lattice temperature is constant whatever the pulse
duration; however, the electron temperature is rising to a
larger value for shorter pulse duration, according to the three-
temperature model [6,7,11]. If the two temperatures are very
different, more dissipation will take place and consequently
more energy is required to reach the threshold equilibrium
temperature to allow for a multidomain state [36].

As shown in Figs. 4(c), 4(d), and 6(b), and Fig. S5, F min
switch

does increase if Tc increases but it is unclear whether it is due
to the fact that Tc increases with Co concentration or because
Tc(GdCo) > Tc(GdTbCo) > Tc(GdDyCo) > Tc(GdHoCo) for

a given Co and Gd concentration, as previously mentioned
[37]. Unfortunately, we are unable to qualitatively determine
the Curie temperature of our samples: first, because of our
limited temperature range, but more importantly because the
sample properties would be affected irreversibly by applying
temperatures above 400 K (loss of perpendicular anisotropy).
In Figs. 4(b) and 6(b), if we consider that for a given Co
concentration, Tc is kept constant, F min

switch decreases with in-
creasing Gd due to the amount of spin current from the Gd
demagnetization ( j = dMGd

dt ) increasing. Figure S5 demon-
strates that the minimum F min

switch is obtained for low Tc and high
Gd concentration. It also explains why if the pulse duration
increases, Fswitch increases ( dMGd

dt ∼ MGd
τ

). It is amazing that
even a Gd concentration as small as 1.5% is enough to switch
magnetization but in this case F min

switch is large and switching
is only observed if τ is small and Fmulti is large. It is worth
addressing that the lowest Gd concentration of 1.5% is ac-
quired when the RE-TM alloys are near the compensation
point. Highlighting this issue is helpful in understanding the
criteria [Fswitch(τ ) < Fmulti(τ )] proposed in this work. For the
samples near the compensation point, the value of Fmulti is
high, meaning we do not need a huge amount of Gd to reduce
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FIG. 7. Influence of applied magnetic fields on the multidomain
state after a single laser pulse for a 10-nm Gd18Dy8Co74 sample.
Before the single-pulse measurements, the sample is saturated under
a −80-mT field. During the laser irradiation, various external fields
(−1.4, −0.7, 0, 0.3, 1, 1.3, or 2 mT) were applied. For zero applied
field after a single laser pulse: multidomain structures appear for
r < r1, magnetization reversal for r1 < r < r2, and no magnetization
change for r > r2.

the value of Fswitch for AO-HIS to be observed. On the other
hand, once the sample is away from the compensation point,
we can clearly see that a higher Gd concentration is necessary
to observe AO-HIS [guided by the two arrows in Fig. 1(a)]. It
is because more Gd leads to lower Fswitch and this is certainly
required when Fmulti is reduced as the sample is away from the
compensation.

In Figs. 6(c) and 6(d), we explicitly show the evolution
of both the slope k and τmax as a function of Co and Gd
concentrations. The slope k is also a reflection of how easy it
is to switch magnetization as one can deduce from Fig. 4(c):
low values of F min

switch give rise to large k values and vice versa.
From the above discussions, our study suggests that τmax is
just a consequence of the crossing between F min

switch and Fmulti.
Large τmax is then obtained when both the slope of Fswitch (τ ),
(k) and Fmulti, are large.

E. Field-dependent magnetization switching
and time-resolved measurements

The above results suggest that AO-HIS could be observed
on much larger alloy composition and time ranges if the
stray field would not break the magnetic configuration into
domains, preventing the observation of AO-HIS. To prove this
point, we decided to carry out two experiments. In the first
one, a perpendicular magnetic field was applied to compete
with the stray field. In the second one, since we expected
the effect of the dipolar field to be felt at long timescales,
we carried out a time-dependent measurement hoping to
observe AO-HIS at short timescales and a multidomain for-
mation at longer timescales.

As shown in Fig. 7, for a 10-nm Gd18Dy8Co74 sample
when the laser fluence F > Fmulti, the multidomain struc-
ture occurs in the middle of the spot. As a result, for no
applied magnetic field, three different regions are defined

FIG. 8. Time-resolved magnetization switching dynamics on 10-
nm Gd13Dy7Co80 alloy sample. (a) Images obtained 10 s after shining
the laser pulse and 10 picoseconds after shining the laser pulse. (b)
Evolution of the normalized magnetization as a function of time. The
sample’s magnetization is reversed within less than 10 ps for proper
laser fluences.

with increasing distance r from the center of the spot, i.e.,
multidomain (0 < r < r1), switching (r1 < r < r2), and no
switching (r > r2). When a magnetic field much lower than
the coercive field, Hc = 70mT, varying from + 2 to −2 mT
is applied, for r > r1, no effect of the magnetic field is ob-
served. On the contrary, we found a strong effect of magnetic
field on the multidomain state at the center. The normalized
magnetic contrast is around −1 when the applied field is +2
mT opposite to the −80-mT magnetic field applied before
the laser pulse. By decreasing the external field to zero, the
normalized magnetization tends to approach zero, which cor-
responds to the random multidomain state. Furthermore, it
becomes positive, even saturated (+1), when a high enough
negative field is applied. This evolution of the multidomain
state as a function of external field suggests that the dipolar
field plays a key role in the formation of the multidomain
state.

The above results tend to indicate that such a stray field
effect is dominant at very long timescales (quasiequilibrium
state) after excitation by laser pulse. Nonetheless, it is still
unclear if the magnetization can be reversed at ultrashort
timescales, even in the presence of a stray field strong enough
to generate multidomain states at equilibrium. We then stud-
ied the time-resolved dynamics for a 10-nm Gd13Dy7Co80

alloy, which shows only multidomain states after single-pulse
measurements [Fig. 1(a)]. The multidomain structure obtained
10 s after a single 4.5-mJ/cm2 laser pulse is shown in Fig. 8(a).
Interestingly, for the picture showing the magnetic state at
10 ps, a reversal of magnetization indicated by the negative
value of the normalized magnetic contrast is observed. In
Fig. 8(b), the time-resolved magnetization dynamics for a
series of laser fluences demonstrate that the magnetization is
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switched within less than 10 ps, although a multidomain state
is observed for this sample at long timescales.

We could then conclude that in the above case and for all
measured samples the limiting factor for observing AO-HIS
is the multidomain formation occurring at longer timescales.
One of the remaining questions and certainly one of the most
important is then, “Why is gadolinium so important [38], even
when present in such small quantities?” One could argue that
with Gd being an s ion with a low spin-orbit coupling, the
angular momentum generated by the Gd demagnetization is
less likely to be absorbed by the lattice and thus more efficient
for generating the switching [39,40]. Choi et al. [35] have also
demonstrated that in GdFeCo alloys the spin accumulation
generated by the Gd sublattice is large and is present 3 ps after
the exciting laser pulse, and after the spin accumulation gen-
erated by the transition-metal sublattice at around 1 ps. The
time delay before the Gd relaxation may also be an important
feature leaving time for the rest of the sample to demagnetize
before absorbing the angular momentum released from the
Gd. Finally, considering the “Dieke diagram” presented and
explained in Ref. [41] for the different rare-earth systems, it
seems that for gadolinium there are no excited states available
which could be reached with the energy provided by the laser
pulse [42]. The latter could explain a more efficient angular
momentum transfer for Gd.

From the above discussions, several possibilities could be
envisioned to increase the variety of material demonstrating
AO-HIS and allow the observation for larger pulse durations
(i.e., increasing τmax). The first idea is to study samples with
in plane magnetization to avoid the generation of multidomain
state-inducing stray fields. In this case, Fmulti will not be a
limiting factor. Fswitch should then only be limited by a “real”
demagnetization or the laser damaging the sample. This is
what Lin et al. tended to demonstrate in their current work
[43]. Another way of limiting the effect of Fmulti while keeping
the PMA materials is to study ultrathin samples [44]. Finally,
another idea is to include a heat sink in the sample so that the
heat is dissipated before the dipolar or stray fields are able to
act on the magnetization to generate the dipolar field. This is
what Verges et al. [36] showed.

III. CONCLUSIONS

In this study, the single-shot AO-HIS state diagrams for
various GdyRE1−x−yCox (RE = Dy, Tb, Ho) alloys were sys-
temically presented. We demonstrated that while in all those
alloys, Gd is required, this can be at a concentration as low
as 1.5% to still observe AO-HIS. We have determined the
criteria needed to be fulfilled to observe AO-HIS by studying
the evolutions of two threshold fluences: the switching fluence
(Fswitch) which leads to AO-HIS, and the multidomain flu-
ence (Fmulti) which leads to a multidomain state generated by
the stray field present in a PMA thin film. Fswitch is found to be
given by the amount of Gd present and the Curie temperature
Tc of the layer, while Fmulti is determined by the saturated mag-
netization, Ms, the exchange, Jeff , and the anisotropy constant,
Ku. Considering that Fswitch < Fmulti is a necessary condition to
observe AO-HIS, we could provide practical ways to enlarge
the region of AO-HIS, including both the materials compo-
sitions and the laser parameters. From those conclusions, we

could propose several types of heterostructures demonstrating
AO-HIS which will be of great significance for the future of
ultrafast spintronic applications.
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APPENDIX: METHODS AND MATERIALS

1. Film growth

We prepared a large number of 10-nm-thick
GdyRE1−x−yCox (RE = Dy, Tb, Ho) thin films by magnetron
sputtering. Thin-film heterostructures are prepared onto
a Corning 1737 float glass substrate according to the
following multilayered structure: glass/Ta(5 nm)/Pt(3 nm)/
GdyRE1−x−yCox (10 nm)/Pt(5 nm). The base pressure was
<2 × 10−8 mbar, and a working pressure of Ar at 2 × 10−3

mbar during sputtering was maintained.

2. AO-HIS measurements

A Ti: sapphire femtosecond-laser source with a regener-
ative amplifier was used to generate the linearly polarized
pump laser beam with a central wavelength of 800 nm (1.55
eV) and a 5-kHz repetition rate. To record the sample’s
magnetic state after a single ultrashort laser pulse, a Kerr
microscope was used with an LED with a central wave-
length around 630 nm as the light source. Pictures were
taken before and after each laser shot to allow a back-
ground image correction. To ensure a well-defined initial
state, the film was saturated using an external magnetic
field whose exact value depends on the coercivity of the
samples.

3. Pump-probe magnetization dynamics measurements

Time-resolved experiments on continuous 10-nm
Gd13Dy7Co80 alloy were conducted with a Yt fiber laser
PHAROS from Light Conversion with a regenerative
amplifier with a repetition rate fixed at 5 kHz. Two optical
parametric amplifiers were used to tune the wavelengths of
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the pump and probe beams at 800 and 650 nm with pulse
durations of 100 and 178 fs, respectively. A polarizer was
coupled to a half wave plate to be able to control the pump
power. The spot size of the writing pulse was about 225 µm.
Images have been recorded for any pump-probe delay by a

charge-coupled device (CCD) (EO-5023M MONO USB CCD
camera, exposure time 285.9 ms, 3.65 frames per second,
accumulation of 10 images) as .tiff files. A reset magnetic
field around 100 Oe is applied during the time-resolved
measurements.
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